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Abstract

In search for novel nematic matesah laterally linked Hshaped liquid crystal
dimer have been synthesized and characterized. The distinct feature of the material
is a verybroad temperature rangabout 50°C) of the nematic phasavhich is in
contrast with other reported-timers that showngdominantly smectic phasebhe
materialexhibitsinteresting textural features at the scale of nanometers (presence of
smectic clusters) and at the macroscopic scalesndly, at a certain temperature,
the flat samples of the material shaecurrence ofdomain walls. Theseélomain

walls are caused by the surfacanchoring transitionand separate regions with
differently tilted director Both above and below this transition temperature the
material represents a uniaxial nemaas confirmed by the studie$ defects in flat
samples and samples with colloidal inclusions, freely suspended dropay X

diffraction and transmission electron microscopy

Keywords: biaxial nematic; Hdimer; anchoring ransition; domain wall; smectic

nanocluster
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1. Introduction

Liquid crystals (LCs) with their numerous thermodynamically stable phases
present a dramatic illustration of how a small alteration of the molecular structure can
lead to profound changes in the leragnge order. The simplest uniaxial nematic phase
thatenabled the LCD industry, is typically formed by 4id&e molecules with a straight
central rigid core and two aliphathains The rods prefer to align parallel to each
other, alonga single axis, called the direct@, settinganisotropic character of all
physical properties of the materfd]l. An intriguing example is represented by
moleculeswith two rodlike rigid elements connected by a flexible aliphatic tail with an
odd number of methylene group2-10]: thesedimers fom the secalled twistbent
nematic phasgl1-14] with nanoscale periodic modulation of the dire¢td, 16] As
shown by transmission electron microscopy (TEM), the underlying nanoscale periodic
motif represents an oblique helicqith] The structure is thus intermediate between the

normal uniaxial nemati¢N.) and the chiral nematic.

The fourthnematic is the sealled biaxial nemati€N»), in which the uniform
alignment of, say, the longest axes of the molecules, is accompanied by uniform
orientation of the short axesl, was firstidentified by Yu and Saupén a lyotropic
mixture of potassium laate / Xdecanol water systenfl7] Although the biaxial order
has beembserved by other researchers in this and dylogéropic nematics[18-27] the
issue remains controversial, as the studie8énejnovet al.[28, 29] suggest that the

biaxial order is only transient

Existence of athermotropicNp is even less clear. The most recent search

focused on the scalled bentcore mesogens. In the bentcore materials with

oxadiazole ung N, wasidentified inthe studies oK-ray diffraction (XRD),[30, 31]
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NMR & conoscopy32] electreoptical switching,33-36] and topological defec{87]
However,reexamination of how materialgbave in the external fieldsd in confined
geometrieswith topological defects,lead to a conclusion thatwo oxadiazole

compounds, abbreviateli7 and C12 are uniaxial nematics that mimic the behavior of

N» because of effecsuch as surface anchoring transitipdg, 39

The Ny phase was also claimed in the &stituted bentore nematicA131,
following XRD and DSCJ[40] NMR,[41] conoscopy42, 43] and Raman scattering
experimentg44]. More recent NMR studies resulted in a conclusion that it is necessary
to test the materidor possible conformational changekb] and that a transition within
the nematic range of A131, identified as one from the uniaxial to the biaxial phase, can
be associated with a slowing down of the molecular rotations around the long molecular
axis[46] Two othersimilar azo compounds have also been claimed to featurithe
phase on the basis BRD [40, 47] and conoscopj43] studies However, explorations
of electre and magnetmptics, surface alignment anlgfects showed that the nematic

order in A131 is uniaxidl39, 48, 49|

One of hereasoss for the controversy is thamiaxialnematic phaseanmimic

the features ofhe Ny phasein a variety of forms. Very often this mimickirigehavior

is rooted in the complexity of surface alignment aflesuleswith nontrivial shapes
such asbentcore [38, 49] and tetrapoes mesogengb0] An interesting example of
mimicking behaviolis demonstrated by a mesogeith four lateral flexible chaing51]
Thebiaxiallike features occur as a result of thermakpansion which triggers flows; the
latter cause &iaxial tilt of the uniaxial directorthat can persist for hours because of

high viscosity of the materigb1, 52]

The examples above are by no meamsndication that all of the potentially,
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are in fact uniaxial. As of today, the claimed existence of\th@hase has not been
challenged for bentore mesogens with oxadiaz¢gil, 53, 54] and azegroups|40, 43,

47] for strongly asymmetric unif®5, 56 and for the shappersistent derivatives of
benzodithiophengs7, 58] and fluorenon¢43, 59-61] The state of the art of biaxiality

in bentcore nematics and in other shape LCs have been reviewer rdé62ntbg]

Other molecular geometries, such as mesogens with four flexible ¢64jin€5
tetrapode derivativgd$6-71] different from the one explored in R¢B0] also showNy
features that have not been disputed so far. Finally, there is an interesting but
underexplored class of compounds with cyclic (1ilkg) mesogens synthesized by
Perced72-74] with the Nj, features in phase behaviaf2, 73] and in structure of wall

defectd.74]

It is of interest to note that optical biaxiality in the uniaxial nematic can be
induced by the external electric or magnetic field, including the case ofcbent
mesogend 75-80]. However, the fieldnduced effects involve multiple mechanisms,
including uniaxial and biaxial modifications of the order parameter and also
modification of the director fluctuations, which are often difficult to separate from each
other[81, 82 In this work, we deal with the situations in which the electric field

suppresses potentially biaxial features (such as domain walls, see below for more details)

and thus does not induce thi phase.

Obviously, the different symetry of the longrange nematic order implies
different types of physical properties and ensuing applications. Uniaxial nematics are
widely exploited in LCDs, chiral nematics are used in hgdilecting devices, while
twist-bend nematics show interestinglar electreoptic effects[4, 10] and distinct

electric fieldinduced reorientation caused by dielectric anisotfdagy. The biaxial
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nematics are expected to speed up deetrooptic response as compared to their
uniaxial counterpartf83] The short review presented above makes it clear, however,
that the identification of the true connection between the molecular structure and phase
symmetry is often a difficult task and requires one to use multiple experimental
techniques, especially th@shat do not depend on the integrated response of the sample

but instead probe the local order, as in the case of topological defects.

In this work, in search for novel nematic materials, we have synthesized
(Synthetic processes are available in ElestroSupplementary Information) and
explored theLC abbreviated RB01189prmed by mesogenic dimers in the shape of
l etter adléd , Hdimense Figar®@ 4, b Typically, Hdimers form smectic
phase$84-88] The distinct feature of the material explored in this work is a very broad
temperature range of the nematic phase, about 50 degréke. material shows
intriguing textural features, both at thea¢e of microns and at the scale on nanometers.
In particular, optical textures reveal peculiar defectsdppear at a certain temperature.

A detailed study of the optical feature$ these defects through regular paeng
microscopy andguantitative mapping of optical retardance demonstrates tiiegt
represent domain walls that appear as a result of surface anchoring trafgitonalls
separate regions with different tilt of the directr Both above and below the
temperature at which the domain walls appear, tfigner material retains its uniaxial
nematic order. At the scale of nanometers, the material show traces of smectic

clustering.
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2. Results and discussion

2.1 Phase diagramalignment, and birefringence

To establish the phase diagrandto explore the textures dRB01189, we used flat
glass cells with transparent indium tin oxide electrodes. The cell thickh&gss set by
spacers. All the experimenivere performed above tloeystallizationtemperature to
prevent a possible memory eff¢88] The temperature was contralldy a hot stage
LTS350 with a controller TMS94 (both Linkam Instruments) v@tA1°C accuracy. A
typical rate of temperature change w#s T C/min to minimize the effects of thermal
expansiorj51, 52 The phase diagram of RB01188etermined by polarizing

microscopy upon cooling is:

Cr<56 C <N %08 C

whereCr, N, and | indicate the crystal, nematic, and isotropic phases, respectively. The
N-I transition temperatur@y, varies within1- 3 C depending on the cell thickness
and alignment lagr; Ty, is constant within the entire area of the same cell. The material

shows a2° C biphasic region with coexisting N and | phases.

We used two polyimides as the aligning layers (AL), namely, PI12555 (AL1, HD
Microsystems) and SE5661 (AL2, Nissan Chemical Industries). For the classical
uniaxial LCs such as 5CB and E7, AL1 provides a tangentigbléime) alignment,

while AL2 yields a perpendicular (homeotropic) alignment of the direftoin the

case of RB01189, the situation is more complex. Judged by the Schlieren textures with
isolated centers showing two and four extinction brushes (disclinations and point
defects, respectively), AL1 provides a strictly tangential anchoring inetitee

temperature range of the N phase, there is nfil{iB9] AL2 shows either aangential
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or tilted alignment ofii, depending on temperature, as discussed in the next section. We
used unidirectionally rubbed cells of thickness1.4em with AL1 to measure the
birefringenceDn as a function of the effective temperatareT -Ty, in the N phase,

Figure 1c.

2.2 Anchoring transitions and domain walls.

AL2 cells show an interesting sequence of textures that depend both on temperature and

the cell thicknesgd . At high temperatures, the cell with=6em shows Schlieren

textures typicabf tangentially anchorededls, Figure 2a, with defect centers at which

two or four extinction bands converge. Below a certain temperatueenetwork of

domain walls (DWSs) with interference colors different from the background emerges in

the texture, Figure 2b. Their appearance is very similar to theasd | ed fisecond:
di sclinationso i dethatsighal peedenca ®y,.[B7hHoweder,;ic | i nat i
our case, these defects represent DWs of the uniaxial nematic, associatée witéck

surface anchoring at the substrates oNheell, as analyzed below.

As the temperature decreases, the contrast of the DWs first enhances and then
decreases, Figure 2c To quantify the change in the contrast, we usedS¢upe
technique that maps the optical retardaidgeof the cell as a function of the-plane

(%, y) coordinate$90-92] The maximum value of the measured retardance allowed by
PolScope is limited by 273 nm, thus we used a thin cell dithl.4em, Figure 3. In

the thin cell, the DWs form immediately after the isotrepénatic transition, i.e.,

t; =0° C. The optical retardance at the center of the DW is higher than in the

background, Figure 3d. As the temperature decreases, the background retardance
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increases and eventually, the retardance of the surrounding regions miehes
retardance of the DW. afiationof G along a line that crosses one of the DWs (dotted
line in Figure 3ad) is presented in Figure 3e for different temperatures. The maximum

value of G (Gna) is reached at theenter of the DW (labeled by a symbol * in Figure

3ad). For an extended temperature ranGex matches the maximum possible value of
retardancedDn that is reached when the director is strictly planar, Figure 3f. The fact
that Grax =d [ meanghat the defect represents a 88| with a targentially aligned
central part, separating regions with tilted director and thus smaller retardance. In
Schlieren textures of samples with tilted alignment, the DWs are stabilized by the defect
centers with two extinction brushes, since these centersspomé to vertical
disclinations around which the director rotates by°180contrast, the cores with four
extinction brushes that correspond to the point detsmtgums[89] can accommodate

the titled alignment without creating DWSs. In Figures 2d,e, one can clearly see that the
centers with two brushes are connected by DWs but the centers with four brushes

remain DWfree.

Figure 4 shows the detailed director pattern and the retardance map around DWs in an
AL2 cell of d=1.1em att= 4.4 C. The center of the DW is easily identifiable as

the region with the highest retardance. One canndisish two limiting cases,
depending on the predominant deformation of the diretacross the wall: a splay

bend DW, Figure 4b, and a twist DW, Figure 4c. Note also that the DWs might also

occur as closed loops, some of whicé aisible in Figure 2b,c.

To prove further that the textural defects in AL2 cells are DWs caused by the tilted
surface alignment, we explored the electrooptic response of the texture. RB01189 has a

negative dielectric anisotropype <0. Applying an electric field across the cell, one
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should reorient the director perpendicular to the field and thus establish a tangential
orientation everywhere with no DWs. Figure 5 shows that this is indeed the case. By
applying a vertical AC electriteld (sinusoidal wave, frequencf) =1Khz) to the AL2

cell with d =1.4em, one increases the retardance in the regions outside the DWSs,
which implies that the director becomes more parallel to the bounding plates. The
maximum retardance measuredbalrr is 93 Nm For d =1.4em, it correspads to the
effective birefringence 0.066, which is close to the birefringence mea@i@dlin the

planar cell at the same temperature, 4.5 C. At sufficiently high voltage(> 4 Vep),

the DWs disappear artie retardace daes not show any significant variatiom the

plane of the sample (except at the cores of disclinations and boojums at which the

retardancés smaller).

We conclude that the observed DWs are caused by the tilted alignment in AL2 cells. In
thick samplesthe orientation is tangential abotieand tilted belowt;. As the director
realigns from the tangential to tilted, the DWs form in order to separate regions with the
different direction of tilt. The fact that these DWs are not observed in AL1 cells (in
which the director remains parallel to the bounding plateké entire range of the

phase) and the fact that the temperatures of appearance of DWs in thin and thick AL2
cells are different from each other, further supports the conclusion that the DW are not
associated with theNu- Ny transiion. The next section confirms th®, type of
ordering inthe entire range of thRB01189 nematic phasethrough the studies of

defects in colloidaLC composites.
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2.3. Pointdefects indroplets and aroundcolloidal spheres

Topological defects are often used for phase identificatidtCsf as these are uniquely
defined by the order parameter t\jj88] The straightforward approagB8, 49, 50, 93

95] is to use colloidal settings in which the topological defects correspond to the
equilibrium state of the LC. It can be a spherical droplet of a LCnthest feature a
certain number of topological defects because of its di@gper it can be a colloidal
sphere immersed in the LC bulk that causes similar defects around9&ele

explored both situations for RB01189, Figure 6.

RB01189 droplets were dispersed in glycerol (Sigkidrich). They show a bipolar
texture with two isolated boojums in the entire N range, Figure-§aSdich a texture is

a classic example of a uniaxial nematic confined in the sphere with tangentiaksurfa
anchoring93, 97] It is very different from the biaxial nematic droplet, in which the
boojums at the poles must be connected by a disclination line as shown in Figure 6b, or
combine two boojums into one, Figure 6c.

We have also explored the surface point defbot§ums around spherical colloids that

set a tangential orientation of the mumding director in RB01189. The borosilicate
glass spheres were dispersed in uniformly aligned planar AL1 calls=@&0 mm. Each
spheres produces only a pair of boojums at its poles and no other defects, Figure 6 j,k,
which is again cesistent with the uniaxial (Figure 6h) but not with the biaxial charater
(Figure 6i) of order, as discussed in R¢88, 49]. The features of topological defects

in colloid-LC samples confirm that RB01189 is a uniaxial nematic.
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2.4. Smectic nanoclusters in the nematic phase : small angleray scattering study

& TEM observation.

The small angle Xay scattering (SAXS) patterns with four peaks are similar to those
for the uniaxial nematic phase of bamre LCs containing smectiC clusters, i. e.,
show nanoinclusions with layered structure in which the molecules are tilted with
respect to the normal to the layef88, 99] The distance of thenaximaof the four

spots from the origin yields the wavenumlege 0.28 A * corresponding to a layer
periodicity of p=2.2 nm, which is considerably shorter than the approximate length

| ~ 3.7 nm of the fully extended aromatic legs of the dimers, indicating a large tilt angle
gt hat the aromatic |l egs ma k &he wempetrature h e

dependence of the tilt angte, determined fsm the angle between the magnetic field

and the maxima of the spots, is shown in Figure 7a. The tilt angle is indeed large, over
50°, and barely depends on temperature below the biphasic range (mo&2 thaway

from the isotropic pase). The full width at half maxima of thé(q) curves yields

Dg~ 0.13A*, which is also fairly constant in the entire nematic range. The correlation
length x of the smectic clusters thereforex=2/ B ~1.54 nn, which corresponds

to a typical cluster size of abous.1nm (somewhat increases toward lower
temperatures). T short correlation length and tlkenall cluster sizemply that the
smectic layers ithe LC bulk are poorly correlated. The reason might be the possibility
of interdigitated arrangements of the H dimers on both sides of a single smectic layer
with a large tilt angleg. These interdigitatedrrangements might inlxee multiple
conformational states with different shifts of the molecules along the direction of

aromatic legs and thus would weaken the smectic correlations.
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Direct CryoTEM (figure 7b) and FreezEracture TEM (Figure 7c) observations
were carried out ftowing the sample preparation described in R&6, 10( to check
the physical presence of layered clusters. Most areas do not show periodic structures,
which is consistent with the small size of the cybotatic groups. However, in some areas,
we find regions with periodic modulations that extendhe tirection perpendicular to
the Al ayerso over a 180 nnThd perodicatyt of tioeifrimgea n c e 0
is (3.4-3.8 nm)in both cryeTEM, Fig.7b, and in freezacture TEM, Fig.7cwhich is
close to the length of the aromatic leg of the @linbutsignificantly larger than the
smectic layer spacing deduced from SAXS experimerhte cryo-TEM data might
imply that the very small thickness of the cf/&M specimen(typically less than 100
nm) forces the molecules to be in the plane of the $ampd reduces the tilt angte.
A similar effect of confinemerinduced suppression of the molecular tilt has been
observed in smectic phases formed by fmemé molecule§l01] The freezdracture
TEM data might be explained by the tendency of fractures to be along the lowest
density of molecules, which is the direction parallel to the longest extension of the

molecules.

3. Conclusions

In this study, we synthesized &hshaped LC dimer RB01189 with a breahge
nematic phase and explored its physical propertiese material is a uniaxial nematic

with embedded smectic nanoclusters that exist in the entire range of the nematic phase.
The smectic nanoclusters are evideat only in the Xray scattering experiments, but

are also directly visible in two different modes of TEM observations.

Despite the complex molecular structure, the rubbed polyimide layers of P12555 can

align RB01189 uniformly. At some aligning subsés such as SE5661, thedkner
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material shows surface anchoring transitions, with the director changing its surface
orientation from tangential to tilted. The transition is accompanied by appearance of the
domain walls, across which the uniaxial direatbanges its orientatioinom tilted to
planar and back to tiltedp accommodate two neighbouring domains with a different
direction of tilt. The walls are similar in appearance to the secondary disclinations
described recently as a feature of the laiberder but in the Hnaterial under study,

they have a very different nature associated with the variation of surface orientation of
the uniaxial directorFinally, the broad temperature range of the nematic phase makes
the Hdimers suitable candidatesr fthe search of the remaining missing nematic, the
so-called splaybend phasgll, 12, 14 It is expected that +dimers with an odd number

of methylene groups in the aliphatic bridge might form splayed configurations that

would facilitate a formation of the splipend nematic. Theseuslies are in progress.

4. Experimental section

Sample Preparation for Small Angle Xray Scattering Studies: The materials were
filled into 1 mmdiameter quartz Xay tubes, which were then mounted into a custom
built aluminium cassette that allowedry detection with® 13.58 angular range. The
cassette fits into a standard hot stage (Instec model HCS402) that allowed temperature
control with °0.0T C precision. The stage also included two cylindrical neodymium
iron boron magnets that supplied a magnetic inductiokl ef1.5T at the position of

the X-ray capillary. The magnetic field direction is perpendicular to the incidenatyX
beam. Twoedimensional SAXS images were recorded on a Princeton Instruments
2084 208: pixel array CCD detector in the X6B beamline at the National
Synchrotron Light Source. The beamline was configured for a collimated beam
(0.2mn® 0.3mm at energyl6keV (0.7794) . Details of the experimental conditions
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are described elsewhd@g]
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Figurel. (a) Chemical structure and (b) space filling model efltaped RB01189
molecules. (c) Birefringence of RB01189 measured in the planar AL1 cell as a function

of effectivet =T -T\,.

Figure 2. (Colour online) Sequence of textures in the AL2 céd =6em) at (a)
t= 2°C@T 307 C,(b)-1.828C(#%),(c)-2°C,(d)-2.3C, (e)-2.5 C, and (f)

-4° C; A and P indicate analyzer and polarizer, respectively; arrows point towards the

domain walls.
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Figure 3. (Colour online) Retardation maps in the AL2 cefd =1.4em) at (a)

t= 1°C( t8), (b) -1.3 C, (c) - 2° C, and (d)- 4° C; grids represent the directd.

(e) MeasuredG along the dotted lines in-é& (f) Comparison ofG=dDn for

d =1.4em (Dndata are measured experimentally in planar cell, Figure 1c)Gad

(measured at the center of the DW marked * id) an the AL2 cell of thickness

d=1.4em.
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A

Figure4. (Colour online) (a) Retardation map with the director field projected onto the

plane of the cell in the AL2 celld =1.1em) att = 4.4’ C( tg); black grids indicate

the directorik. Directorconfigurations for (b) berdplay and (c) twist DW.

24
Accepted in Liquid Crystals



DO T et M I et T S O T ~ % -

AR AR st A NN

LA NSNS NN N

\ \ N St N N N
S NG

B e e e e e S
D e . }

X % /
\.\.\ ’

—~— \ N N N N e e
} N NSNS NN NN N ) /./»— o B e 4 } ) /./
AONSSNNN NN NN P NNSSSNANN NN/
i \\.\\\\\\\\v//////// ~ / \\\\\\\\\\v//////////
\\\\\\\\\\w—a./////./ 1 R

f\
LA NSNNANNNSN e S S Ld L L d

(e) 100
05 AL A
'.%“‘““mf % 3 ““Aﬂﬂ“
—~ 90
B | 2% aa gx ..r_ 5.
= i UL R NS _.v-_..-',.,_ -
(] n“ v ®
8 80- "WQ .
S 80-
T [ Vppy Tored o ™Wrwm¥,
S 751 AL S w
Y vv '. ' ¢ "\I" ...
~ - j'fn' o N ~,
OVPP
65'l'l'l'l'l'l'l'|'l'l
-10 -8 -6 -4 -2 0 2 4 6 8 10
X (um)

Figure 5. (Colour online) Retardation maps of the AL2 celld=1.4em) at

t = 4.5 Cwith the vertical electric field of (a) 0, (b) 1, (c) 2, and &Vwp; grids map

the directorik. (e) Retardance across DW (along dashed lines).
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Figure 6. (Colour online) (a) N, bipolar droplet with two point defedtoojums. Ny
bipolar droplets (b) with a singular disclinatiom=1 (red bold line) formed by
secondary directorg and (c) with a single boojum of strength=2. (dg) N,
bipolar dropet of RB01189 in a glycerol at (d, €= 4°C(@T *07 C, and (f, 9)
-47° C; dashed line indicates the droplet symmetry axisk)(’cheme of director
configuration around colloids in (h), and (i) N,. Chain of colloids with theN,

bipolar structure in AL1 cel{d =20em) at (j) t = 4° C and (k)-47° C.
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Figure 7. (a) Temperature dependence of the tilt angle of the smectic clusters in the N
phase of RB01189. The inset shows SAXS pattefha?5’ C. (b,c) Direct images of
the smectic nanoclusters taken by (b) CigEM and (c) freezdracture TEM; sample

was quenched at5’ C. Scale bar i25nm.
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