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Using first principles density functional theory calculations, we show a semimetal to semicon-
ducting electronic phase transition for bulk TiS2 by applying uniform biaxial tensile strain. This
electronic phase transition is triggered by charge transfer from Ti to S, which eventually reduces
the overlap between Ti-(d) and S-(p) orbitals. The electronic transport calculations show a large
anisotropy in electrical conductivity and thermopower, which is due to the difference in the effective
masses along the in-plane and out of plane directions. Strain induced opening of band gap together
with changes in dispersion of bands lead to three-fold enhancement in thermopower for both p- and
n-type TiS2. We further demonstrate that the uniform tensile strain, which enhances the thermo-
electric performance, can be achieved by doping TiS2 with larger iso-electronic elements such as Zr
or Hf at Ti sites.

PACS numbers:

I. INTORDUCTION

Transition-metal dichalcogenides (TMDs) are layered
materials, which are well known for their unique elec-
tronic and optical properties [1, 2]. While within a layer,
the metals and chalcogens form strong ionic-covalent
bonds, these layers are held together by weak van der
Waals (vdW) interactions. Depending upon the compo-
sition, TMDs offer a wide range of functional materials
such as metals [3], semimetals [4], semiconductors [5], in-
sulators [6], and superconductors [7]. Among the TMDs,
TiS2 has been in focus of extensive research due to its po-
tential applications as cathode materials for lithium-ion
batteries [8–11]. Previous experimental studies [12] have
reported that nearly stoichiometric TiS2 shows a large
power factor value of 37.1 µW/K2-cm at room temper-
ature that is comparable with the best thermoelectric
material Bi2Te3 [13]. The large power factor originates
from a sharp increase in the density of states just above
the Fermi energy as well as the inter-valley scattering of
charge carriers [12, 14, 15]. However, the semimetallic
nature of TiS2 gives rise to bipolar effects which are not
desirable for thermoelectric applications [16].

The electronic structure of TiS2 is very unique and
even a slight change can significantly influence thermo-
electric properties. It has been shown that 0.04% Mg
doping at Ti-site in TiS2 causes a 1.6 times increase in
thermopower at 300 K [17]. Recently, it has been dis-
covered that the electronic structures of semiconducting
TMDs (MX2(M = Mo, W; X=S, Se, Te)) are very sensi-
tive to the applied pressure/strain, which causes an elec-
tronic phase transition from semiconductor to metal [18–
21]. Also few layers and mono-layer TMDs show wide
range of tunability in electronic and magnetic proper-
ties by application of strain [22–26]. Contrary to that,
TiS2 remains semimetallic up to a compressive hydro-
static pressure of 20 GPa [27]. So far there has been
no studies on effect of uniform tensile strain on the elec-
tronic properties of TiS2. Here, we carry out a study of

the electronic structure of TiS2 as a function of applied
uniform biaxial tensile strain (BTS). The material under-
goes electronic phase transition from semimetal to a small
band gap (< 0.15 eV) semiconductor. Most interest-
ingly, the semiconducting strained TiS2 exhibits nearly a
four-fold enhancement in thermopower compared to the
unstrained phases. We also explore the possibility of gen-
erating such a strain by doping with larger atoms at Ti
sites. Iso-electronic Hf and Zr turn out to be the best
dopants to generate the 2% tensile strain producing the
same enhanced thermoelectric properties as obtained by
straining TiS2.

II. COMPUTATIONAL DETAILS

Structural optimization, total energy and electronic
structure calculations were performed using first prin-
ciples density functional theory (DFT). The ionic cores
are described by all-electron projector augmented wave
potentials [28, 29] and the Perdew-Burke-Ernzerhof [30]
generalized gradient approximation (GGA) to the elec-
tronic exchange and correlation as implemented in the
Vienna ab initio simulation package (VASP) [28, 29,
31]. We have incorporated the vdW interaction using
Grimme’s DFT-D2 method [28, 29, 31, 32](where D2
refers to the second generation of this method) for all
the calculations. In this approach, the dispersion en-
ergy is described by an atom-pairwise interaction poten-

tial Edisp = − 1
2

∑

i6=j

fdamp(Ri,j)
Ci,j

6

R6

i,j

, where Ri,j and Ci,j
6

are the distance and isotropic dipole-dipole dispersion
coefficient between pair of atoms, respectively [32]. The
accuracy of the results crucially depends on the approx-
imations of the dispersion coefficients and on the cutoff
of damping function(fdamp) at short distances [32–35].
The parameters used in the DFT-D2 method are taken
from the empirical force-field of Grimme [32]. The lat-
tice parameters obtained using this approach are in very
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good agreement with experiments for various materials
[35, 36]. However, this approach overestimates the bind-
ing/cohesive energy for most of the cases including TMDs
[19, 35, 36].
The unit cell was optimized using the conjugate gra-

dient scheme until the forces on every atom were ≤

10−3eV/Å. For transport calculations, Boltzmann trans-
port theory [37, 38] was used, which enables calcula-
tion of the temperature and doping level dependent ther-
mopower and other transport parameters from the elec-
tronic structure. All the transport properties were calcu-
lated within the constant scattering time approximation
(CSTA) [37, 38]. The CSTA is based on the assump-
tion that the scattering time does not vary strongly with
energy. It also does not consider any assumptions on
temperature and doping level dependence of the scatter-
ing time. Within the CSTA, the energy dependence of
transport function is described through both the density
of states and carrier velocity. In this theory, the motion
of an electron is treated semi-classically, and its group
velocity in a specific band is given by

να(i,k) =
1

~

∂ǫ(i,k)

∂kα
(1)

where ǫ(i,k) and kα are the ith energy band and αth

component of wavevector k, respectively. From group
velocity να(i,k) the thermopower and electrical conduc-
tivity can be obtained as

Sαβ(T, µ) =
1

eT

∫

να(i,k)νβ(i,k)(ǫ− µ)

[

−
∂fµ(T,ǫ)

∂ǫ

]

dǫ

∫

να(i,k)νβ(i,k)

[

−
∂fµ(T,ǫ)

∂ǫ

]

dǫ

(2)

σαβ(T, µ)

τ(i,k)
=

1

V

∫

e2να(i,k)νβ(i,k)

[

−
∂fµ(T, ǫ)

∂ǫ

]

dǫ

(3)
where e, T , V , τ and fµ are the electronic charge, temper-
ature, volume of the unit cell, relaxation time and Fermi-
Dirac distribution function, respectively. Brillouin zone
was sampled by a well converged 35×35×21 Monkhorst-
Pack k-mesh [39]. Subsequently, the group velocities were
obtained by Fourier interpolation [40, 41] of band ener-
gies on converged denser k-grid. These values are used
in eqs. 2 and 3, to calculate the transport properties as
implemented in BoltzTraP code [42]. This approach has
been shown to provide a good estimate of thermopower
as a function of temperature and carrier concentration
in a variety of thermoelectric materials without any ad-
justable parameters [43–49].

III. RESULTS AND DISCUSSION

TiS2 crystallizes in a hexagonal structure with the
space group P3̄m1 [50, 51]. The unit cell and correspond-
ing Brillouin zone along with high symmetry points are
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FIG. 1. (a) Side view of the bulk unit cell of TiS2 and (b)
the corresponding Brillouin zone along with high symmetry
points. Band structure, total and partial density of states per
formula unit (f.u) at (c) 0 % (d) 2 % (e) 5 % and (f) 8 %
strain values. Fermi energy is referenced to 0 eV.

shown in Fig. 1(a) and (b), respectively. The optimized
lattice parameters a = b = 3.4 Å, c = 5.77 Å and z
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= 0.246 are in good agreement with previously reported
values [50–53]. Calculated electronic band structure and
corresponding density of states (DOS) of bulk TiS2 are
shown in Fig. 1(c). The valence band maxima (VBM)
and conduction band minima (CBM) at Γ-point origi-
nates from the S-(p) and , Ti-(d) orbitals, respectively.
The overlap of these bands renders TiS2 semimetallic.
The extent of this indirect band overlapping is of 0.2 eV
as shown in the Fig 1(c). The valence bands Γ−3/Γ+3,
and Γ−2 mainly originate from S-(px)/S-(py), and S-(pz)
orbitals [54], respectively. Among them, the first two
bands are almost dispersion-less along Γ to A in com-
parison to highly dispersive third band. This anomaly
in dispersion comes from interlayer interaction of S-(pz)
orbitals, which makes the third valence band more dis-
persive. The conduction bands at L (L+1) and Γ points
originate from Ti-(dz) and Ti-(dx2−y2/dxy) [54–56] or-
bitals, respectively. The conduction band along Γ to A
is less dispersive due to weaker interaction between two
different layers. On the other hand, due to stronger in-
plane interaction of Ti-dz orbitals, the band at L point is
highly dispersive. Therefore, the effective mass along Γ to
A is very high compared to the L symmetric points. This
large difference in the effective mass makes the transport
properties very anisotropic.

It has been shown that strain can affect the electronic
structure significantly by modifying the extent of the hy-
bridization [19]. As shown previously [27], the compres-
sive hydrostatic pressure does not affect the electronic
phase of TiS2. Therefore, we studied the effect of 2-8%
uniform BTS on electronic structure of TiS2. The uni-
form BTS is applied along the x and y axis. Subsequently,
each structure is relaxed at the fixed cell volume. The
uniform BTS was calculated as ǫ = (a - a0)/a0 , where
a0 and a are the equilibrium and instantaneous lattice
parameters, respectively. The corresponding band struc-
ture and DOS are shown in Fig. 1(d-f). The change in
intralayer Ti-S and interlayer S-S distance with strain, is
shown in Fig. 2(a). The intralayer bonding between S-
(p)/Ti-(d) orbitals is much stronger than the interaction
between layers. Therefore, the S-S distance between two
layers increases faster compared to the intralayer Ti-S
distance with increasing strain, as shown in Fig. 2(a).

Next, we analyze the electronic band structures un-
der the applied uniform BTS, which causes the electronic
phase transition in this material. All the band gaps were
calculated with respect to the VBM at different strain
values, irrespective of the symmetry of the VBM. The
VBM remains at Γ point for all the strain values. While
the band gaps along Γ−A and Γ − Γ decrease, the gap
along Γ−L increases linearly with increasing strain as
shown in the Fig. 2(b). At strain level lower than 7%,
TiS2 has a indirect gap between the Γ and the L points.
When the strain exceeds the 7%, the band gap shifts to
Γ−A. With the increasing strain, the conduction band
minima (CBM) at L becomes flatter due to decrease in
the overlap of S-(p) and Ti-(d) orbitals, caused by in-
crease in Ti-S bond lengths. Therefore, the bands around

the Fermi energy in the conduction band become very
heavy. The DOS at the Fermi-level in the conduction
band also become sharp, as shown in Fig. 1(c-e). It is
known that this type of 2D-nature of DOS enhances the
thermoelectric performance, significantly [47, 57]. The
third valance band along K-Γ-A moves up faster than
the first and second valence bands, with increasing strain.
This anomalous behaviour is caused by the faster increase
in S-S interlayer distance than the S-Ti intralayer dis-
tance. Eventually, above the 8% of applied strain the
material becomes small-indirect to direct gap semicon-
ductor. In order to gain further insight on semimetal-
semiconductor transition, we compute the Bader [58, 59]
charge with FFT grid 400× 400× 240 and energy cutoff
1000 eV including all-electron charge (core + valence) [?
], which are plotted in Fig. 2(c) and (d). The Bader
charge analysis shows that with the applied strain charge
transfer occurs between intralayer Ti to S atom thereby,
increasing ionic bond character between Ti and S, which
leads to the band gap opening.
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FIG. 2. (a) Change in bond length as a function of applied
strain. (b) Change in band gap as a function of applied strain
along different high symmetry directions. (c-d) Bader charge
analysis as a function of strain.

It has been proposed that the semimetal to semi-
conductor transition can enhance thermoelectric per-
formance [57, 60, 61]. Therefore, we study the effect
of applied uniform BTS on the transport properties of
TiS2 within the constant scattering time approximation
(CSTA) [37, 38]. The ratio of component of the conduc-
tivity tensor σii (where i = x, y, and z) to the average
conductivity σav ((σxx+σyy+σzz)/3), which is indepen-
dent of the relaxation time is calculated and shown in
Fig. 3(a). The conductivity is the highest along the in-
plane direction (x, y) for unstrained TiS2 at 300 K over
all the the carrier concentration range. Compared to
in-plane directions, both conduction and valance bands
along out of plane (z) direction (Γ-A in reciprocal space)
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have larger effective mass for electron and hole, leading
to remarkable anisotropy in conductivity. While the hole
conductivity increases significantly, with the applied uni-
form BTS, the electron conductivity remains nearly same
as shown in Fig. 3(b). Interestingly, upon application
of uniform BTS for p-type TiS2, the high conductivity
direction changes from in-plane to out of plane in car-
rier concentration range of (5×1019− 1021 cm−3). At
a very high carrier concentration (excess 5×1022 cm−3)
in-plane conduction starts to dominate again. On the
other hand for n-type TiS2, the conduction direction re-
mains in-plane over all the range of carrier concentra-
tion. However, the difference between in-plane and out
of plane conductivity gets reduced compared with un-
strained case. A similar behavior of conductivity has
also been observed in other layered compounds such as
unstrained CrSi2 and FeSi2 [44, 48].

The reason for this dependence of anisotropy in con-
ductivity on the applied uniform BTS can be found in
the band structure as shown in Fig 1(c-d). At 0 % strain
Fig 1(c), the valence band is flatter along Γ-A, leading
to lower hole mobility. On the other hand the conduc-
tion band has two pockets at M and L symmetry points,
leading to higher mobility for electrons, which is consis-
tent with the conductivity behavior as shown in Fig. 3(a).
With the increasing strain the third valence band, which
is highly dispersive moves up and finally crosses the flat-
ter band at around 5% strain. This lowers the effective
mass of the holes dramatically, leading to drastic increase
in out of plane conductivity, which starts to dominate
over the in-plane conductivity as shown in Fig. 3(b). On
the other hand, with the applied uniform BTS the disper-
sion of the conduction band reduces, causing a decrease
in the anisotropy in conductivity, as shown in Fig. 3(b).
However, for a complete understanding of electrical con-
ductivity, one needs to estimate the effect of different
scattering mechanisms on relaxation time (τ). The car-
rier transport in a system is mainly hampered by scat-
tering of charge carriers due to phonons (acoustic, op-
tical, and polar-optical) and point defects [62–64]. For
non parabolic bands the average band mass (density-
of-states effective mass for each pocket) is defined as
mb = (mLm

2
T )

1/3 where, mL and mT are longitudinal
and transverse effective masses repectively [62, 64]. Ac-
cording to the deformation potential theory of Bardeen

[65] the relaxation time τ ∝ m
−3/2
b [38, 64–66]. The

band mass of the charge carriers increases with increasing
strain, which leads to the decrease in the relaxation time
as well as conductivity. At low temperatures, charge car-
riers are scattered mostly by the point defects [62, 63],
which can further reduce the relaxation time. All the
scattering mechanisms described above will affect the
transport properties. Furthermore, for chalogenides at
high temperatures, the scattering is mainly dominated
by phonons [62, 64]. Since our calculation does not in-
volve explicitly the effect of these scattering mechanisms,
the results present the upper-limit of the transport prop-
erties. However, it is shown experimentally that irrespec-

tive of all these scattering effects, TiS2 still shows good
electrical conductivity [12, 67]. Thereby, CSTA can be
good approximation for TiS2.
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FIG. 3. (a) and (b)-Conductivity anisotropy (σii/σav) as a
function of carrier concentration for p-(solid lines) and n-type
(dashed lines) TiS2 at 0 and 5% strain, respectively. (c) and
(d) Anisotropy in thermopower as a function of carrier con-
centration for p-(solid lines) and n-type (dashed lines) TiS2

at 0 and 5% strain. (e) Dependence of average thermopower
on the carrier concentration under different strain. (f) Power
factor divided by relaxation time ( in unit of W/m-K2-s) as
a function of carrier concentration. All these calculations are
carried out at 300 K.

In order to estimate the effect of uniform BTS on ther-
moelectric performance of TiS2, we have calculated the
thermopower of the unstrained and strained TiS2. The
direction dependent thermopower at 300 K as a function
of carrier concentration for 0 and 5 % strain is shown
in Fig. 3(c) and (d), respectively. Like conductivity, the
thermopower also exhibits large anisotropy at low con-
centration for both p- and n-type carriers. However,
at high carrier concentration the thermopower shows re-
duced anisotropy. This anisotropy comes from the non
parabolic nature of bands which gets modified by ap-
plying strain. The density of states at 5% strain be-
comes sharp near the Fermi energy at the conduction
band as shown in the Fig. 1(e), which results in large
thermopower for a given carrier concentration. Further-
more, the band structure of TiS2 is composed of heavy
and light mass bands near the Fermi energy that also
contributes to high thermopower values. A similar phe-
nomenon has also been observed for many other good
thermoelectric materials [44, 45, 49].

At low carrier concentration and 0 % strain, the ther-
mopower attains high values along out of plane for both
p-type and n-type cases. The thermopower increases
with the applied strain attaining a maxima at 5 % strain.
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With the strain TiS2 shows large thermopower for both
p-type and n-type doping along out of plane and in-
plane direction, respectively. This improved performance
comes from opening of band gap and changes in the band
dispersion with the applied strain.

Next, we study the effect of applied uniform BTS on
the average of all the components of thermopower, as
it enables the comparison of our results with the poly-
crystalline samples. The average thermopower is de-
fined as 1/3 of trace of the thermopower tensor (Sav =
(Sxx+Syy+Szz)/3). The average thermopower as a func-
tion of carrier concentration shows a peak, which shifts
with the applied strain as shown in Fig 3(e). This peak
arises due to bipolar effect. For a good thermoelectric
performance a material should exhibit unipolar behavior
over a wide range of carrier concentration [16]. As shown
in Fig 3(e), the calculated averaged thermopower for p-
and n-type at 300K, show unipolar behavior for a large
range of carrier concentration compared to unstrained
case. For p-type TiS2 at 5 % strain highest thermopower
can be achieved at moderate carrier concentrations typ-
ically, 1 − 5 ×1020 cm−3. We report for n-type TiS2
efficient thermoelectric performance can be achieved in
the carrier concentration range of 1− 7 ×1020 cm−3 de-
pending upon temperature. The above predicted doping
level is equivalent to approximately 0.006−0.03 holes and
0.006 − 0.04 electrons per unit cell, respectively. Previ-
ous experimental study of Sams et. al. [68] has demon-
strated that TiS2 can be heavily doped substitutionally
at both Ti and S sites. Based on this experimental ob-
servation it can be assumed that doping level proposed
here should be readily achievable.

As discussed above due to the presence of heavy band
and multi-carrier transport, n-type leads to higher ther-
mopower than p-type even at higher carrier concentra-
tions. With the applied strain, the thermopower in-
creases nearly four times in comparison to unstrained
case, for the both type of the carriers. However, strain
not only affects the thermopower but also the electrical
conductivity (σ). In order to quantify the effect of strain
on thermoelectric performance (ZT = S2σ/κtotal, where
κtotal is the total thermal conductivity) it is important
to calculate power factor (S2σ). The power factor is de-
fined as the ability of a material to produce useful elec-
trical power at a given temperature difference. The large
power factor is indicative of better thermoelectric perfor-
mance. As a first approximation for power factor (S2σ),
here the quantity S2σ/τ is calculated at 300K for n-type
TiS2 as shown in Fig. 3(f). This quantity also increases
drastically (three times) in comparison to the unstrained
case. The figure of merit ZT closely follows the overall
change in the thermoelectric performance hence, can also
be enhanced by three times assuming no drastic changes
in thermal conductivity and relaxation time.

It is well known that LDA/GGA tends to underesti-
mate the band gap [19, 69]. In order to test the effect
of band gap underestimation on thermoelectric perfor-
mance, we applied the scissors operator and adjusted the

band gap to 0.30 eV for 5% strained TiS2. The scissors
operator was applied by rigidly shifting the conduction
bands up and the valence bands down by 0.075 eV around
the mid gap energy. After the rigid shift of the bands
we performed the transport calculations. The maximum
value of S2σ/τ is 8 × 1011 W/m-K2-s, which is nearly
twice than the value at the band gap 0.15 eV. Therefore,
the GGA results serve as a lower limit for the thermo-
electric performance.

Having shown the advantages of applied strain on the
electronic and thermoelectric properties of TiS2, next we
look at the feasibility of generating such kind of strain in
experiments. In order to achieve uniform BTS intrinsi-
cally in bulk TiS2, the material can be grown epitaxially
on a substrate with larger lattice parameter. However,
the presence of interface would dominate the electronic
properties, masking the intrinsic changes in properties by
BTS. Another more easier route could be doping with the
iso-electronic atoms of larger size, which could induce the
required BTS. We have studied doping of TiS2 using a
2×2×2 supercell with the iso-electronic Hf and Zr on Ti
site. The volume relaxation of the doped structures were
carried out by including the vdW interaction between
the layers. The fully relaxed structure expands due to
larger size of the Zr and Hf. This eventually generates
in-plane tensile strain of the order of 2% and 1.98% corre-
sponding to a doping of 0.25 Zr and Hf atom per formula
unit, respectively. The out of plane strain is nearly zero
for both the dopants. The calculated thermopower of
iso-electronic doped systems matches very well with that
of 2% tensile strained bulk TiS2 for both p and n-type
doping, as shown in Fig. 4(a). The DOS (Fig. 4(b)) does
not show any significant changes far away from Fermi en-
ergy with iso-electronic doping. However, the reduction
in DOS around the Fermi energy is similar to the one
caused by 2% tensile strain. For TiS2, better thermo-
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FIG. 4. (a) The average thermopower as a function of the
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lines) at 300 K (b) Total density of state of Hf (x = 0.25)
and Zr (x = 0.25) doped TiS2, respectively. For comparison
purpose the DOS of bulk TiS2 is also shown in the same figure.

electric performance can be achieved at optimized strains
(2− 5%) as well as optimized carrier concentrations (ap-
proximately, 0.006−0.03 holes and 0.006−0.04 electrons
per unit cell). As shown experimentally [68], TiS2 can be
heavily doped with V, Mo, Ta and Ce at Ti-site. Since,
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the ionic radii of these dopants are larger than the Ti-
ionic radius, these dopants can generate lattice strain and
charge carriers in the system. For practical realization of
strain values proposed here, one can perform co-doping
by isovalent and p- or n-type dopants, having larger ionic
radius than Ti.

System Direction Sound velocity(m/sec)

vTA1 vTA2 vLA

TiS2 Γ-M 2510.54 3693.01 5332.23

Γ-A 2000.64 2000.64 3735.94

Average 2255.59 2846.82 4534.08

Ti0.94Zr0.06S2
Γ-M 2247.00 2856.00 3587.00

Γ-A 2070.33 2070.33 3542.00

Average 2158.66 2463.16 3564.50

Ti0.83Zr0.17S2
Γ-M 1964.02 1643.40 1893.21

Γ-A 1925.02 2058.09 3362.30

Average 1944.52 1850.74 2627.75

TABLE I. Effect of doping on transverse vTrans, longitudinal
vLong and average sound velocities. Sound speeds in m/s are
extracted from phonon dispersion data. vTrans and vLong

denotes speed corresponding to transverse and longitudinal
modes respectively.

Lattice part of thermal conductivity κl is an another
key parameter, which influences the thermoelectric per-
formance of a material. Zr and Hf turn out to be the best
iso-electronic dopant, which enhance the thermoelectric
performance of TiS2. In order to get qualitative estimate
of thermal conductivity of Zr doped TiS2, we have cal-
culated phonon dispersion of undoped TiS2 and doped
Ti1−xZrxS2 (x = 0.06 and 0.17), which are shown in
Fig. 5 (a) and (b). The density functional perturbation
theory(DFPT) in VASP is used to calculated force con-
stants for phonon calculation. Then, the phonon disper-
sions are calculated using Parlinski-Li-Kawazoe method
as implemented in PHONOPY package [70]. The phonon
group velocity is calculated from the relation vg = ∂ω

∂q as

shown in Table III, where q is the wave vector. Accord-
ing to the single mode relaxation time approximation of
the Boltzmann equation, the total thermal conductivity
(κi) contributed by the each phonon mode can be rep-
resented as κi(q) = Ci(q)v

2
i (q)τi(q), where Ci, vi, and τi

are the specific heat, the group velocity, and the phonon
relaxation time of ith mode, respectively. κl is directly
proportional to square of phonon group velocity, imply-
ing that decrease in phonon group velocity will reduce the
lattice thermal conductivity. As presented in Table III,
with the increasing Zr concentration the phonon group
velocity significantly decreases along in-plane and out-of-
plane direction, which will lower the thermal conductiv-
ity. This reduction in phonon group velocity is due to
mass difference between Zr and Ti atoms. Furthermore,

the large differences in atomic mass and size can increase
the phonon scattering [71, 72], which will lead to further
reduction of thermal conductivity.
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FIG. 5. Phonon dispersion (a) bulk TiS2 and (b)
Ti0.94Zr0.06S2

.

Because of semi-metallic nature of TiS2 the electronic
thermal conductivity (κe) could hamper the thermoelec-
tric performance. However, under strain TiS2 exhibits a
electronic phase transition from semi-metal to semicon-
ductor which can lower the κe. In Fig.6 we present the κe

scaled with respect to τ for bulk, 2% strain and Zr doped
TiS2. As can be seen at lower carrier concentration we
observe a significant reduction in κe for Zr doped TiS2
and 2% strained TiS2 in comparison to bulk TiS2. On the
other hand, at higher carrier concentration the thermal
conductivity remains more or less same for all the cases.
Based on this analysis we can safely conclude that the
total thermal conductivity (κe + κl) will decrease under
doping. Thus, the observed enhancement in thermoelec-
tric performance as shown in this work can be achieved
experimentally by doping/co-doping of TiS2.
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FIG. 6. Carrier concentration dependent electronic part of
the thermal conductivity scaled with respected to relaxation
time. respectively

IV. CONCLUSIONS

In summary, we demonstrate in TiS2, the electronic
phase transition from semimetallic to semiconducting by



7

application of uniform biaxial tensile strain. The strain
modifies the dispersion of bands, which improves the
thermoelectric performance of the material, significantly.
Our results show a large strain dependent anisotropy in
electrical conductivity and thermopower at lower car-
rier concentration for both p- and n-type carriers. The
thermopower results suggest that 5 % strained TiS2 ex-
hibits three-times enhancement in thermoelectric proper-
ties. We further demonstrate the possibility of generating
such strain by doping of TiS2 with larger size atoms such
as Zr and Hf at Ti sites. Moreover, experimental realiza-

tion of strain, induced by doping can serve as a powerful
tool to enhance the electronic and thermoelectric prop-
erties of this promising material.
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[69] L. J. Sham and M. Schlüter, Phys. Rev. Lett. 51, 1888

(1983)
[70] A. Togo, F. Oba, and I. Tanaka, Phys. rev. B 78, 134106

(Oct 2008)
[71] T. Shiga, T. Hori, and J. Shiomi, Japanese Journal of

Applied Physics 53, 021802 (2014)
[72] X. Yan, W. Liu, H. Wang, S. Chen, J. Shiomi, K. Esfar-

jani, H. Wang, D. Wang, G. Chen, and Z. Ren, Energy
Environ. Sci. 5, 7543 (2012)


