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Abstract. Optical Whispering Gallery Modes (WGMs) derive their name from
a famous acoustic phenomenon of guiding a wave by a curved boundary observed
nearly a century ago. This phenomenon has a rather general nature, equally
applicable to sound and all other waves. It enables resonators of unique properties
attractive both in science and engineering. Very high quality factors of optical
WGM resonators persisting in a wide wavelength range spanning from radio
frequencies to ultraviolet light, their small mode volume, and tunable in- and
out- coupling make them exceptionally efficient for nonlinear optical applications.
Nonlinear optics facilitates interaction of photons with each other and with other
physical systems, and is of prime importance in quantum optics. In this paper
we review numerous applications of WGM resonators in nonlinear and quantum
optics. We outline the current areas of interest, summarize progress, highlight
difficulties, and discuss possible future development trends in these areas.
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1. Introduction
1.1. The role of nonlinearity in optical science
Light does not interact with light in everyday life. This
interaction can only be induced by means of nonlinear
physical systems and is only observable with strong
enough electromagnetic fields. It is hardly possible
to achieve such strong fields using incoherent light
sources, so the research in nonlinear optics commenced
with the advent of high power light sources, namely
the invention of lasers. Powerful pulsed lasers are
often needed to observe nonlinear optical phenomena
in bulk materials. Methods involving optical fibers [1],
plasmons [2], hollow-core photonic crystal fibers [3],
as well as metameterials [4–6] allow reducing the light
power requirement. This reduction is still insufficient
for many applications where it is desirable to achieve
a strong nonlinear response with faint light, ultimately
at a few- or single-photon level.
Large nonlinear optical susceptibility is needed to
observe nonlinear interactions at low light levels. There
are two major ways of producing such a susceptibility:
i) usage of a resonant, either natural or artificial,
nonlinear media, and ii) usage of nonresonant but
highly transparent nonlinear media embedded into
optical cavities. Each of these approaches has its
own advantages and disadvantages, and each should be
evaluated in the context of the particular problem to
be solved. In this contribution we focus on the second
approach and discuss applications of monolithic optical
microresonators in quantum and nonlinear optics.
Since their inception, monolithic microresonators
became tools of nonlinear optics. Their major use
is in the enhancement of the efficiency of nonlinear
interactions occurring in transparent optical media.
Unlike other types of optical cavities, monolithic
ones can be integrated on a chip and multiplexed,
which makes them indispensable in creation of chipscale nonlinear optical devices able to generate optical
harmonics, produce nonclassical states of light, process
quantum information and so on. These resonators
allow not only reducing the footprint of nonlinear
optics experiments and moving them from the lab
to industrial applications, but also facilitate nonlinear
interaction at the single-photon level, representing one
of the major goals of optical science nowadays.
The merit of a nonlinear optical system is
often judged with respect to its optical attenuation
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introducing unwanted optical loss and decoherence.
Resonant nonlinear media, such as atoms or plasmons,
may have huge optical nonlinearity in a relatively
narrow frequency band enabling interaction among
single photons. However, the attenuation is also
resonantly enhanced. Nonresonant nonlinear media,
on the contrary, typically have relatively small optical
nonlinearity, but also very small attenuation. As the
result, photons confined in such a media for a long
time have a better chance to interact without being
absorbed. To support such a long interaction time
optical cavities are utilized.
Cavity enhancement of the nonlinear interaction
depends on the quality factor Q and mode volume
V of the cavity. The quality factor defines the
interaction time, while the mode volume characterizes
the magnitude of the electric field of the confined
photons. The smaller the cavity and the larger the
quality factor, the stronger is the interaction. It is
hard to reach the desirable values of both parameters
at the same time. Usually, reduction of mode volume
results in a decrease of the quality factor. For instance,
the mode volume as small as (λ/n0 )3 (where λ is
wavelength and n0 is the refractive index of the
cavity host material) was achieved in photonic bandgap
nanocavities [7–9], but quality factor does not exceed
2 × 106 . Numerical optimization of the cavity shape
show that Q-factor of a photonic bandgap cavity can
reach 2 × 107 [10] if the fabricated cavity has ideal
quality, but further increase is unlikely. This limitation
arises from fundamental as well as from technical
reasons. The confinement of light within a dielectric
structure is reduced as the structure becomes smaller,
while the tolerances of fabrication of such a structure
become more stringent. It is possible to imagine a
3D photonic crystal nanocavity with a subwavelength
mode volume, but fabrication of the cavity is out of
reach of the existing technology.
Whispering gallery mode resonators (WGMRs)
[11–14], on the other hand, allow achieving three
to four orders of magnitude higher quality factors
at the expense of increased mode volumes. Since
enhancement of the nonlinear conversion efficiency is
usually proportional to Q2 /V or Q3 /V , it may be
reasonable to trade the small mode volume for larger
Q-factor. On the other hand, higher Q results in
narrower linewidth and consequently in slower devices,
so an optimization is usually needed. Another salient
advantage of WGMRs is related to efficient coupling
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techniques developed for the resonators, which are
extremely important in all the applications.
Here we review recent progress in both nonlinear
and quantum optics applications of WGMRs characterized with relatively small (< 106 × (λ/n0 )3 ) mode
volumes and ultra-high Q-factors (Q > 107 ). These
resonators have been widely utilized for efficiency enhancement of nonlinear optical processes such as threeand four-wave mixing, and also for observation of quantum effects associated with these processes. Long interaction time together with strong spatial confinement
of light in nonlinear resonators result in a significant
decrease of the thresholds of both lasing and stimulated scattering processes. Resonators made from
optical crystals are excellent candidates for observation of broadband nonlinear optical phenomena, since
these materials are highly transparent in the wavelength range of 150 nm to 10 µm. Finesse of these resonators can be very large. The highest demonstrated
finesse in optics (F > 107 ) has been achieved with a
fluorite (CaF2 ) resonator [15].
The spectral properties of WGM resonators are
well understood nowadays, and many means of design
and control of WGM spectra are known (see sections
2 and 3). There are also many efficient techniques
for coupling light in and out of these structures
(see section 2). As all spatially extended systems,
WGM resonators require phase matching for nonlinear
interactions to be efficient. Phase matching in rotationsymmetric geometry, however, is very different from
that in Cartesian geometry, and allows for greater
flexibility.
This topic is discussed in sections 4
and 5 for the second- and third-order nonlinearoptical processes, respectively. Interaction of optical
photons with solid-state excitations such as phonons
is discussed in section 6. Finally, in section 7 we
review quantum-optical phenomena accessible with
monolithic microresonators. In the rest of this section,
we briefly review the history and distinctive properties
of WGM resonators.
1.2. Discovery of WGM phenomena
The first observation of a whispering gallery has
faded from memory. In the realm of acoustics a
smooth and circular wall features the characteristic
that a soft spoken whisper can propagate along the
wall to be heard by a listener far away from the
source but close to the wall.
Examples include
the Gol Gumbaz in India, the Temple of Heaven in
Beijing, and the St. Paul Cathedral in London. It
was in London that Lord Rayleigh first described
the phenomenon scientifically [16–18], noting that the
spherical wall reflects and continuously refocuses the
sound wave and thus a whispering gallery is formed.
An experimental observation of this effect was reported
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by Raman [19]. This concept of confining waves in the
vicinity of a curved boundary was soon demonstrated
in the scattering of electromagnetic radiation from
gold spheres, which led to the establishment of Mie
scattering theory [20]. It was furthermore found to be
applicable to dielectric interfaces, which was important
for understanding radar scattering from rain and
hail. Debye simplified the underlying mathematical
description [21] and applied it to the waves propagating
along dielectric wires. For the next decades whispering
gallery modes were only occasionally studied, such as
by Richtmyer who considered dielectric wires bent into
loops, i.e. ring resonators [22]. One of the first solid
state optical lasers was implemented in in a samarium
doped fluorite sphere [23]. On a much different length
scale, the Earth troposphere and ionosphere can act
as a closed waveguide supporting modes similar to
WGMs [24].
The WGM concept was picked up again in
the 1980s and developed in two different directions
comprising the study of properties of liquid droplets
[25] in the optical domain, and properties of properly
shaped pieces of high permittivity dielectrics [26] in the
microwave domain. Let us discuss these directions in
some more detail.
1.3. Historic investigations of microwave WGM
resonators
Microwave WGM resonators were studied in parallel with the optical ones. Spherical [27, 28], cylindrical [26, 29–31], and more complex resonator morphologies [32] were considered. While there is no fundamental difference between the optical and microwave structures, they are practically dissimilar because of i) the
nature of attenuation in the resonator host material,
and ii) the WGM excitation techniques.
The maximum achievable Q factor of a microwave
structure is determined by the dielectric loss tangent
defined as tan δ = ǫ′′ /ǫ′ , where ǫ = ǫ′ + iǫ′′ is
the complex permittivity of the material. Typically
the loss tangent increases with microwave frequency
[33,34]. As a result, the product Q×f = f /tan δ, where
f is the frequency of the microwaves, is considered as
a constant. It means that available Q-factors are not
very large at high microwave frequencies. For instance,
the highest Q-factor attainable at f = 9 GHz in a
sapphire resonator at room temperature is 2 × 105 [35].
This number can be improved to 109 and possibly
further at cryogenic temperatures [36].
Since the WGM quality factors are rather large
compared to the quality factors of other types of
dielectric structures, the microwave WGM resonators
found use as filters [37]. They also are utilized
as energy storage elements in ultra-stable microwave
oscillators producing spectrally pure signals [38–42].
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As a benchmark, a 9 GHz oscillator with phase
noise of −160 dBc/Hz at 1 kHz offset frequency was
demonstrated using microwave WGMs [40]. These
oscillators are widely used. For instance, they were
proposed for the tests of local Lorentz invariance by
searching the difference in the speed of light in the
directions parallel and perpendicular to the direction
of the Earth motion around the Sun [43–45]. Another
application of the high-Q structures is related to the
study of weak attenuation of microwaves in nominally
transparent materials [34, 42, 46, 47] and the material
permitivity [48, 49]. A variety of nonlinear microwave
phenomena can also be observed in WGM resonators
[50].
The evanescent field of a microwave dielectric
resonator may extend by as much as a millimeter. It
means that a metallic antenna can be used to excite
the WGMs [42]. For high radio frequency (RF) and
THz radiation [51], the excitation can be realized
using dielectric [52] or metal waveguides. Low order
modes in the dielectric cavities are coupled to the free
space and have significant radiative losses which allows
applications of the structure as dielectric RF antennas
[53].
1.4. Historic investigations of optical WGM
resonators and their close relatives
The requirement for a smooth resonator surface is
much more stringent in optical than in the microwave
domain. One approach to form a nearly perfect
interface and reduce the scattering from the boundary
roughness is offered by surface tension. That is why
WGMs have been initially studied in liquid droplets
either caught in optical or ion-traps [54] or planted
onto hydrophobic surfaces [55]. Their Q-factors were
of the order of 104 − 106 , thus stimulated phenomena
such as Raman lasing was readily observed [55–61].
Conventional lasing was achieved as well by including
dyes such as Rhodamine 6G [62–64] or quantum dots
[65] into the solution.
Surface tension also defines shape and surface
quality of microsphere resonators created by thermal
reflow of glass. In 1989, Braginsky and co-workers [66]
were the first to realize that nearly perfect spheres
can be formed by melting high-grade silica glass fibers.
The potential of WGM resonators in quantum optics
was emphasized already in this pioneering research:
“With possible reduction of controlling energy of optical
switching down to a single quantum and employment of
the monophotonic states of light, the whispering-gallery
microresonators can open the way to realize Feynman’s
quantum-mechanical computer.”
These microspheres are by now quarter-century
old, and although they could not so far reach the
parameters required to operate as quantum computer
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nodes, they allow observing essentially quantum
effects. For instance, cavity QED experiments were
performed with microspheres doped with nanoparticles
[67, 68]. The resonators also find such applications as
single virus detection [69, 70] and, by including rare
earth dopants into the glass, lasing [71–74].
Vahala and co-workers managed to combine the
benefits of surface tension induced smoothness and
lithographic production by creating micro-toroids out
of silica on silicon [75]. These resonators showed an
interaction of their optical WGMs and mechanical
resonances via the radiation pressure [76]. Such
opto-mechanical coupling allowed for cooling of a
single mechanical mode of an optical WGM resonator
close to the quantum-mechanical ground state [77].
Toroidal fused silica cavities were used to achieve
frequency comb generation [78], and very recently, to
demonstrate the octave-wide comb operation [79–81].
Along the same line is the fabrication of a different
kind of resonator, the bottle resonator [82, 83]. These
resonators are shaped by compressing a locally molten
silica fiber in the axial direction, similarly to the first
microtoroids [84]. The large tunability and potentially
very large mode volume of bottle resonators make
them interesting for coupling to atomic transitions
[85]. Efficient nonlinear switching, envisioned for
microspheres [66], was successfully demonstrated in
bottle-shaped fused silica microresonators [86, 87].
If a capillary is used instead of a fiber,
hollow bottles or microbubble resonators [88–90]
can be created. They show promise for chemical
sensing applications.
Note that the whispering
gallery waveguides realized as straight (unstructured)
capillaries also have been used for this purpose [91,92].
Heating fibers by a CO2 laser can be utilized
for fabrication of Surface Nanoscale Axial Photonics
(SNAP) resonators [93] featuring sub-atomic precision
of the surface profile control. The SNAP technology
makes use of the frozen stress in the fiber, which, when
locally heated, results into nanoscale deformation.
Laser fabrication can be also applied to larger
silica rods, yielding the resonators used for high
quality frequency combs generation [94].
Precise
shaping of optical rods can furthermore allow for
experimental verification of interesting and counterintuitive behaviors of WGM light which can form
quasi-modes even in open systems [95, 96].
Crystalline materials with very low absorption can
only be formed into high quality WGM resonators
by mechnical polishing. One of the first solid state
lasers reported in 1961 was a doped CaF2 :Sm++
crystal sphere [23]. Record quality factors of over
1010 have been achieved in undoped fluorite resonators
[15, 97–99]. These resonators also feature frequency
combs [100–105] and opto-mechanical interaction [106].
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Another important aspect of crystalline materials is
that they can be anisotropic and therefore support
second order nonlinearities, paving the way for
applications in quantum optics [107]‡ and photonics
[73].
Generation of optical squeezing [108] and
entanglement, coherent frequency conversion [109,110],
and realization of quantum memories [111] are all
within reach to be implemented in the cavities. WGM
resonators also can be useful for creation of efficient
narrowband single photon sources [112] for quantum
information protocols.
Lithographic fabrication of crystalline resonators
of nearly any geometry and any material [113] has the
benefit of mass-production, but still fails at achieving
the surface qualities achieved with mechanical polishing. However with isotropic materials such as silica
it was possible to achieve surface qualities en par with
polishing and melting by chemical etching of wedge resonators [114]. The flexibility in the geometry opened
the whole field of asymmetric resonant cavities, demonstrating a variety of interesting dynamic behaviors such
as chaos and scar-type instabilities [115–117]. Asymmetric resonators have been used in high power quantum cascade lasers [118] and sub-wavelength lasers
[119]. Theoretical descriptions of modal structures in
deformed cavities cannot be done in the framework of
Mie analysis, due to the non-integrability of the geometric system, leading to wave-chaotic formulations
[120]. The full interaction of such non-trivial resonance
structures with non-uniform gain regions was only recently solved in the framework of a self-consistent lasing theory [121].
Besides the conventional WGM resonators that
are typically small, there exist larger monolithic
crystalline resonators that are also based on total
internal reflection (TIR) [122]. They have been used for
second harmonic generation [123] and parametric down
conversion [124]. Finally, low-order WGMs can be
observed around an irregularity in photonic bandgap
crystals [125, 126].
1.5. What is special about WGM resonators
In summary, the WGM resonators are attractive
because of their
• high Q-factor. WGM resonators that are large
with respect to the wavelength of light and have
high enough surface quality suffer extremely low
radiative losses. Depending on the resonator
material they can also have low intrinsic losses.
• wide spectral range.
WGM resonators
provide high-Q resonances throughout the entire
‡ In Eq.(5) of [107], both instances of S(1 + S) should be read
as S(2 + S).
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transparency range of the dielectric they are made
of.
• low mode volume. WGMs are localized close
to the rim of the resonator and therefore have
small volumes. A mode volume is conventionally
introduced as the spatial integral over the field
intensity normalized to the intensity maximum
[127].
• mechanical stability. WGM resonators are
monolithic and small, and therefore suffer only
minimal mechanical instabilities.
• tunable wavelength. WGM spectrum can be
engineered as well as dynamically tuned by a
variety of techniques.
• variable coupling. Coupling to WGM resonators is usually achieved via frustrated TIR
whereby the coupling rate depends on the distance
between the resonator and the evanescent coupler.
This allows for a simple control over the coupling
rate.
• strong nonlinear interaction WGM resonators
made out of nonlinear material allow for achieving
strong nonlinear interaction at low light levels.
In the next section we formulate the mathematical
description of the WGM spectrum and provide a strong
footing of the special properties described above.
2. Spectrum of WGM and ring resonators
2.1. Mode structure and dispersion equation
Monolithic dielectric resonators have a refractive index
larger than that of their surrounding n > no (or,
equivalently, the relative index of refraction n̄ ≡
n/no > 1) and confine the light by total internal
reflection (TIR), see Fig. 1. Here the complex angle
of incidence and, therefore, the complex wave vector
corresponds to the evanescent field in the less optically
dense medium. As TIR only depends on the angle of
incidence and the refractive indices, it is a very broadband process.
In a resonator with geometric path length L and
constant index of refraction n the resonant frequency
follows from the argument that an integer number of
wavelengths m needs to fit into the optical path length
nL: λm = nL/m, or in terms of the wave number,
km = 2πm/(nL). The optical path of large enough
WGM resonators (L ≫ λm ) can be approximated by
expression L = 2πR, were R is the resonator radius.
This expression does not take the geometric dispersion
of the WGM spectrum into account.
In order to understand the nature of this
dispersion and to find a more accurate approximation
for WGM spectrum the Helmholtz equation needs
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in this study can be simplified by realizing that only
two orthogonal potentials are independent [21]. This
yields two sets of solutions commonly known as the
transverse (to the equatorial planek ) electric field (TE)
and transverse magnetic filed (TM) polarization mode
families. The main field component for each family is
given by expression
Emlq (r, θ, ϕ) ∼ jm (nk0 r) × Plm (cos θ)eimϕ
= jm (nkq r) × Ylm (θ, ϕ),

Figure 1. Schematic of a dielectric whispering gallery mode
resonator. In the ray-dynamical description, light incident at an
angle χ can be either partially refracted out (if χ < χcrit ) or
totally internally reflected (if χ > χcrit ).

to be solved for the boundary conditions set by the
resonator geometry. The physical solutions are selected
by requiring the continuity and the smoothness of
the tangential derivatives of the electric field at the
boundary. Furthermore, the so-called Sommerfeld
boundary conditions should be selected at infinity,
limiting the solutions to outgoing fields only. Under
these conditions the solutions become complex, calling
for some probing/external energy flow in order to excite
and probe the resonances.
A WGM resonator belongs to a class of the socalled open resonators. Exact mathematical solution
shows that modes of such a resonator include unbound
spherical waves running away from the resonator. The
modes are fundamentally unconfined, and defining
volume of the mode is not straightforward. The
problem is usually circumvented by neglecting the
radiated wave part and considering the associated
complex eigenvalue of the mode as radiative loss. The
value of the loss is usually much smaller than the other
types of attenuation. A calculation of the radiative
Q-factor for a 100 µm water droplet results in 1073
at λ = 600 nm [128]. As a rule, the radiation loss
can be safely neglected in any resonator with the
circumference exceeding a couple dozens of wavelength
and a high enough refractive index contrast with the
environment.
The most straightforward assumption is to
consider a spherical resonator and thus introduce a
spherical coordinate system §.
The transformation
of the Laplacian into spherical coordinates introduces
a centrifugal potential which provides a condition for
bound states [131,132]. The interaction of plane waves
with such bound states was studied by Mie [20]. The
analysis of six independent field components arising
§ This is not the only possible choice of a coordinate system.
Other coordinate systems, such as cylindrical, spheroidal,
toroidal and ellipsoidal may also be used [129, 130].

(1)

where jm is the spherical Bessel function of order
m, Plm are the associated Legendre polynomials, or
respectively, Ylm are the spherical harmonics [131].

Figure 2. Field distribution of whispering gallery modes found
analytically and numerically. The resonator rotation axis is
vertical, and the dashed line indicates the resonator boundary.
The top row represents the fundamental equatorial WGM with
q = 1, p = 0. In the bottom row, q = 2, p = 2. The right-hand
panel shows the field cross section along the lines shown on the
left-hand panel. Note again that the analytical solution does not
take the evanescent field into account. The numerical however
does. Reprinted from [130].

Here a nomenclature for the different integer
separation constants is at order. The spherical Bessel
function is an oscillating function of the radius r, whose
zeros can be numbered by the integer q = 1, 2, 3, . . .,
where q = 1 designates the fundamental WGM.
The angular momentum m describes the number of
wavelengths that fit around the equator. It can also
be negative, pointing to a counter clockwise rotating
mode. A positive integer p = l − |m| corresponds to
the number of nodes in the polar direction (see Fig. 2),
indicating a transverse mode structure similar to that
of a Fabry-Perot resonator. Finding the eigenvalues
and eigenfunctions for modes in large resonators, where
the m ≈ l > 10, 000 is not trivial but can be made
k TE and TM are sometimes defined in the opposite way, as
transverse to the resonator surface.
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feasible by suitable approximations to the high-index
Bessel functions [133, 134] and Legendre Polynomials
[130].
These approximations are useful for describing
spherical resonators. However many WGM resonators
are better described as spheroids with the major
and minor semi-axes a = R and b, respectively.
Eigenfrequencies of such resonators can be found in
the so-called semi-classical limit by the eikonal method
[129, 135]. In [129] we find the following dispersion
equation:
νn
= nklpq R ≃ l − αq (l/2)1/3
(2)
2πR
c
2
3αq
2p(R − b) + R
ζn
+
−√
(l/2)−1/3
+
2b
20
n2 − 1


2nζ(2ζ 2 − 3n2 )
αq 2p(R3 − b3 ) + R3
−2/3
+
−
(l/2)
,
12
b3
(n2 − 1)3/2

where αq are the negative zeros of the Airy function,
and ζ equals 1 for TE and n−2 for TM modes. The
leading term (∼ l1 ) of this equation’s right hand side
clearly corresponds to the Fabry-Perot type resonance
condition derived from the simple ray model. The
second term (∼ l1/3 ) is a correction taking into
account change of the WGM diameter depending on
its wavelength as well as q number. It may be said
that higher-q modes effectively see a smaller resonator,
hence the positive frequency shift. In the third term
(∼ l0 ) a correction for different curvatures in polar and
azimuthal direction is taken into account. The fourth
term (∼ l0 ) arises in the eikonal method from the
polarization-dependent Fresnel phases and implicitly
accounts for the evanescent field of the resonator (hence
the factor ζ distinguishing TE and TM modes). Note
that this term explodes as the resonator material index
of refraction n approaches that of the surrounding
media (no = 1 is assumed in Eq. (2)) and WGMs
become poorly confined.
In large resonators the evanescent field can be
neglected for the sake of simplicity. This is done by
setting the metallic boundary conditions at the rim of
the resonator: E(r = R) = 0. Then introducing a local
coordinate system such as shown in Fig. 3 it is rather
straightforward to find approximate expressions for the
eigenfunctions [130]:
2

2

E ∼ Ai(u/um − αq ) × e−θ /2θm Hp (θ/θm ) × eimϕ ,
 3/4
R
1
R
√ , and um = 1/3 2/3 .
(3)
θm =
ρ
m
2 m
Here Hp is the Hermitian polynomial of the order p,
e.g. H0 = 1, H1 = 2θ/θm , H2 = 4(θ/θm )2 − 2, and so
on. Ai is the Airy function with its negative zeros αq .
Note the relation between the local radius of
curvature r in Fig. 3 and the √
minor semi-axis of the
approximating ellipsoid: b = Rr. The results (3)
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Figure 3. Surface shape of realistic WGM resonators may
significantly differ from a sphere. In such cases introducing a
local coordinate system such as shown here is more suitable.
Reprinted from [130].

agree well with numerical simulations that take the
evanescent tail of the mode properly into account, see
Fig. 2.
There are other ways to approximatly solve
Laplase equation for large WGM resonators of an
arbitrary shape.
WGMs whose wavelengths are
much smaller than the resonator size are localized in
the vicinity of the equator of the resonator. Here
cylindrical coordinates can be used for resonators of
any shape, including spherical. The shape of the
resonator can be presented in form R = R0 + L(z),
where R0 ≫ L(z). The corresponding wave equation
can be solved using separation of variables [136].
Dispersion relation (2) has a nontrivial dependence on the mode numbers (l, p, q) and resonator parameters. This leads to complicated spectra that are
difficult to interpret for larger resonators. However,
identifying a WGM numbers, especially q, is critical for finding the phase matching conditions of various nonlinear-optical processes, as shown in section
4.2. Various techniques of optical WGM identification have been developed, including the free spectral
range (FSR) measurement by sideband spectroscopy
[137,138], far-field emission pattern analysis [139–141],
or a combination of these techniques [142]. The detailed spectrum of a WGM resonator can be measured
using a reference optical frequency comb [143].
Up to now we only considered WGM resonators
that had isotropic material properties.
These
properties are inherent to amorphous WGM resonators
such as droplets [25, 55–57, 59–61, 144–148], molten
silica spheres [66], toroids [75], or wedge shaped
resonators [114]. Moreover, all crystals with cubic
symmetry like CaF2 are isotropic. Most of the crystals
fall, however, in one of the four other symmetry
classes, where the refractive index varies depending
on polarization and propagation direction of the light.
Among crystals of these four symmetry classes, the
group of uniaxial crystals shows only one direction
of light propagation, i.e. one optic axis, where the
refractive index is independent of the polarization. The
propagation of light in the plane perpendicular to the
optic axis is then governed by the ordinary index of
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refraction no for perpendicular polarization, while the
extraordinary index of refraction ne is valid for the
polarization parallel to the optic axis.
WGM resonators made out of uniaxial materials
are very important in our following discussion. Usually
they are made such that the optic axis is parallel
to the rotational symmetry axis, i.e. in the so-called
z-cut geometry. In this special case the TM (TE)
polarized mode is mainly influenced by the ordinary
(extraordinary) refractive index. Therefore the two
mode families can be tuned independently, as the
thermo-refractive, electro-optical, etc. effects all scale
with the respective refractive indices, see sections 3.2
and 3.3.
A less common is the x-cut geometry, when the
optic axis lies within the equatorial plane of the WGM
resonator, i.e. is perpendicular to the axis of rotation.
In this case the TE polarized mode is governed
by the constant ordinary refractive index, however
the TM polarized mode experiences the refractive
index oscillating approximately harmonically between
the ordinary and extraordinary values. We discuss
applications of such resonators in section 4.4.
The general case when the optic axis makes an
arbitrary angle with the symmetry axis is highly
non-trivial. It is not clear if there still exist two
mode families in such resonators. The refractive
index experienced by the light varies along the path
of the WGM, and thus its polarization becomes
position dependent.
Position-dependent walk-off
further complicates the analysis. In spite of several
theoretical and experimental investigations of WGM
properties in the resonators with arbitrary orientation
of the optical axis [141, 149–153], their behavior is not
yet fully modeled and understood.
2.2. Geometrical dispersion and effective index
approximation
Comparing the WGM dispersion equation (2) to
the dispersion equation describing an ideal onedimensional resonator of the optical length L = 2πRn:
2πR

νn
= m,
c

(4)

we see that Eq. (2) includes higher-order terms that
can be attributed to the geometrical, or waveguide,
dispersion. This dispersion arises from the boundary
conditions and the resonator curvature.
It is
often convenient to treat large WGM resonators as
one-dimensional resonators described by dispersion
equation (4) with the effective index of refraction n →
ñ which incorporates all the geometrical and material
dispersion effects [154, 155]. Note that ñ depends on
a variety of parameters, including the wavelength, the
resonator semi-axes a = R and b, and the WGM family

specified by the polarization and mode numbers q and
p. To find ñ, we first numerically solve (2) for l, then
substitute m = l − p into the right-hand side of (4),
and solve it for ñ. In doing so we may give up the
requirement for l and m to be integer, which means
that we treat the resonator spectrum as continuous.
The effective index approximation is convenient
for finding the phase matching conditions for nonlinear
frequency conversion, e.g. spontaneous parametric
down conversion (SPDC) νp → νs + νi , supported in
resonators with nonzero χ(2) nonlinearity. In this case
the phase matching condition takes a simple form
νp ñp = νs ñs + νi ñi ,

(5)

which allows us to find the suitable temperature and
wavelengths numerically. The benefits and limitations
of this approach are further discussed in section 4.5.
This approach has been successfully used for
evaluating the phase matching in WGM resonators
for second harmonic generation (SHG) [156], SPDC
[157, 158], and direct third harmonic generation from
a fused silica microsphere [159]. In [160]¶ it was used
to infer the parameters for the double phase matching,
such that the signal mode excited in the SPDC process
can generate its own second harmonic.
Geometrical dispersion contribution ∆n ≡ ñ − n
is always negative in a spheroidal resonator. This is
evident from the mode structure shown in Fig. 2. Here
the optical field is concentrated inside the resonator,
some distance away from its rim. The resonator optical
path is shorter than 2πRn because of that. As a
function of wavelength, the geometrical contribution
to dispersion is normal : d∆n(λ)/dλ < 0. In part,
this is because at longer wavelengths more of the
optical power is carried by the evanescent field outside
the resonator, and consequently the effective index
of refraction is lower. However, the major reason is
that the power is localized further from the resonator
surface at longer wavelength, so the effective radius of
the mode is smaller there.
In small resonators geometrical dispersion can be
significant. This opens up an interesting opportunity
for the WGM dispersion engineering by varying
parameter b, or more profoundly, by machining the
resonator rim into various non-spheroidal shapes. Such
shapes usually do not allow for analytic dispersion
equations such as (2), and finite-element numerical
techniques are required to find their spectra, see e.g.
[161, 162].
The effect of the resonator rim shape on the
Kerr optical comb properties has been experimentally
studied [81, 104, 163, 164]. In particular, the “belt”
resonators of rectangular crossection have been shown
¶ In the left-hand sides of Eqs. (1) and (2) in [160], the factor
2π should be in numerator rather than in denominator.
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to compensate the chromatic dispersion of the the
group velocity in magnesium fluoride, resulting in
generation of extended-range optical frequency combs
[165]. The group velocity dispersion can also be
optimized by engineering the waveguide cross section
dimensions [166], adding a proper material cladding
[167], or using slotted waveguide structures [168–170].
2.3. Coupling, loss and quality factors
Coupling WGM resonators to external light is achieved
by frustrated TIR. This coupling can be realized via
optical waveguides, prisms, gratings, other resonators,
etc. Coupled in this way resonators have been used to
build efficient narrow-band add/drop filters, including
those enabling narrow linewidth light sources [171–
173], division multiplexers, and other optical devices
[174, 175].
The most efficient coupling to date was realized
with tapered fiber couplers [132, 176, 177]. Fiber
taper is a single mode bare waveguide with diameter
optimized for phase matching with selected WGM.
The coupling efficiency can approach 99.96% with an
adiabatically tapered fiber [178].
Prism coupling to WGMRs was investigated
both theoretically and experimentally [139, 179–181],
reaching some 80% efficiency with microspheres [181].
The efficiency can be optimized by adjusting the
shape of the optical beam as well as resonator
morphology. Coupling efficiency exceeding 97% was
achieved in elliptical LiNbO3 resonators [182], and
nearly perfect coupling (more than 99% criticality,
[183]) was achieved in a LiNbO3 WGM resonator with
optimized shape of the rim.
Planar integration of WGMRs with waveguides is
deemed to be the most practical approach [184–192].
For example, strip-line pedestal antiresonant reflecting
waveguides have been utilized for robust coupling to
microsphere resonators as well as to photonic circuits
[193–196]. Integration of a lithium niobate resonator
with a planar waveguide made with proton exchange
in X-cut lithium niobate substrate was realized [197].
Strong coupling between a resonator and a waveguide
integrated on the same chip but lying in different planes
was realized as well [198].
Theoretically coupling of WGM resonators can
be described via a simple transfer matrix scheme
[199] illustrated in Fig. 4. In this approach the
normalized single mode outside fields a1 , b1 are related
to the internal fields a2 , b2 by the complex coupling
parameters κ and t = |t| exp(−iφ):
  
 
b1
t
κ
a1
=
,
(6)
−κ∗ t∗
b2
a2
where |κ|2 + |t|2 = 1.

Figure 4. Schematic of the WGM resonator coupling. The
incoming field a1 is related to the reflected field b1 and the
internal cavity field b2 . The coupling coefficients are r and κ.

The internal field amplitudes are additionally
related by a2 = α exp(iθ)b2 , where α ≪ 1 is the loss
per round trip and θ the phase change due to the
round trip. The system is said to be in resonance
and a stationary mode can form if the round-trip
phase increment is an integer multiple of 2π. The
system is critically coupled and no field exits the cavity
(|b1 |2 = 0) if the internal losses equal the coupling
losses: α = |κ|. At the critical coupling, the full width
at half maximum of WGM resonance is given as
δω =

2|κ|2 c
,
nL

(7)

where L = 2πR is the length of the resonator
circumference.
The finesse of a critically coupled resonator is the
loss per round trip: F = π/(1−|t|2 ) = π/|κ|2 . It is also
equal the ratio of the FSR Ω = 2πc/nL = c/nR to the
linewidth δω (full width at the half maximum) of the
mode. The quality factor is related to the linewidth
and finesse as
ω
Q=
= F · m.
(8)
δω
There are many various loss channels in a WGM
resonator that account for the loss factor α:
α = αss + αmaterial + αrad .

(9)

The terms of (9) represent the surface scattering
(αss ), material absorption (αmaterial ), and radiative loss
(αrad ). They can all be lumped into the resonatorlimited (i.e. independent of coupling) quality factor
Q0 :
1/Q0 = 1/Qss + 1/Qmaterial + 1/Qrad.
(10)
Strictly speaking, a curved boundary does not
permit TIR [131], so, as we already mentioned, a WGM
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resonator always radiates into space. The radiative
loss is usually negligible and becomes observable
only if the radius of curvature of the boundary
becomes comparable to the wavelength of the light
confined within the resonator [23, 131, 200–202]. The
corresponding quality factor of a sphere is given by [23]:
2πR ζ e2T
√
,
(11)
λ
n̄2 − 1

p
2πR 
T
=
cosh−1 n̄ − n̄ − n̄−1
λ
where n̄ is the relative index of refraction (n̄ = n/no in
terms of Fig. 1) and ζ equals 1 for TE and n−2 for TM
modes defined according to our convention. This loss
channel is irrelevant for crystalline WGM resonators
which are usually much larger than the wavelength.
Surface roughness, on the contrary, can be an
important loss channel. The corresponding quality
factor scales with the root mean square (rms) size of
the surface inhomogeneity s, and the correlation length
of the roughness at the resonator surface B as [203]
Qrad ≈

Qss ≈

3λ3 R
,
8π 2 n̄B 2 s2

(12)

The fact that this term depends on λ3 can be used to
test if the quality factor is mainly limited by the surface
quality simply by testing it at different wavelengths.
Material absorption is usually characterized by the
loss coefficient αmaterial describing power attenuation
per unit length, which leads to the following expression:
Qmaterial =

2πn
.
λαmaterial

(13)

The transparency of an ideal dielectric in the optical
domain can be defined by the tails of multi-phonon
absorption on the long wavelength side, and by
electronic transitions absorption (the so called Urbach
tail) on the short wavelength side [98, 204]
αmaterial (λ0 ) = αuv eλuv /λ0 + αir e−λir /λ0 .

(14)

Here the coefficients αuv , αir as well as λuv , λir are
experimentally found values. The importance of the
multiphonon absorption in the mid-IR was realized
recently [205, 206].
3. Tuning the resonator spectrum
In section 2.2 we noticed that WGM spectra can be
engineered by modifying the resonator rim profile. We
also mentioned that the engineering and reversible
dynamical tuning of the WGM spectra are important
for achieving the phase matching in various nonlinear
conversion processes. In this section we review some
other available techniques to achieve both permanent
and dynamical WGM frequency tuning.

3.1. Mechanical stress and deformation
Mechanical deformation of resonators can change their
spectral properties rapidly and, with a due caution,
reversibly. The leading-order effect here is the physical
change of the resonator length, although the pressure
dependence of the refraction index should also be taken
into account. Higher-order effects may include stressinduced birefringence, heating, and piezoelectric effect
in some materials.
In an early experiment by Ilchenko et al. [207],
a fused silica microsphere (R = 80 µm) was squeezed
between two copper pads actuated by a piezo. The
spectrum was shifted by 150 GHz (approximately
3/8 of the FSR) while maintaining the quality factor
over 108 . A small variation of the FSR was also
observed. The same technique was later applied [98]
to a crystalline magnesium fluoride resonator with
R = 250 µm. In this case multiple-FSR tuning was
easily achieved. Note that a continuous tuning of the
WGM spectrum over one FSR allows to couple the
resonator to any optical wavelength. Such a resonator
is called fully tunable. Pressure-tuning study of highly
non-equatorial WGMs in polystyrene microspheres is
reported in [208].
Bubble resonators offer a rather unique way of
dynamic tuning: they can be not only stretched
or compressed [89], but also inflated [90].
All
these techniques allow for achieving the fully tunable
operation.
3.2. Thermal
Tuning a resonator frequency by changing its temperature is perhaps the most common tuning technique. It
broadly applies not only to WGM, as in e.g. [209, 210],
but also to practically all other kinds of resonators.
This type of tuning is based on the combination of two
major effects: the thermal expansion and the temperature dependence of the resonator index of refraction.
While the thermal expansion usually leads to a negative frequency shift with increasing temperature (as the
resonator becomes larger), the thermorefractive contribution can be either positive or negative depending on
the resonator material and temperature. Remarkably,
the ordinary and extraordinary thermorefractive coefficients in birefringent materials can significantly differ. This allows for the differential tuning of the TE
and TM WGM spectra, a capability very important
+

for some sensor applications [211, 212] and particularly for achieving the phase matching in various nonlinear optics applications [213]. Practically all nonlinear WGM optics studies that we cite below relied on
the temperature tuning.
+ In the left-hand part of Eq. (1) in [211], 2π should be in the
numerator rather than in denominator.
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High-Q WGM resonator spectra can be very
sensitive to variations of the temperature. It is easy
to see that the frequency tuning rate given in the units
of the WGM linewidth δω is related to the material
thermal expansion and thermorefraction coefficients µL
and µn as
1 dω
= −Q(µL + µn ).
(15)
δω dT
For the typical parameters of Q = 108 and µL + µn =
10−5 K−1 , a milidegree temperature change can easily
shift the spectrum by a full linewidth. This makes the
consideration of the optical power dissipation inside
the resonator relevant even for very weak light. For
a critically coupled resonator all in-coupled optical
power is dissipated and eventually converted to heat.
Therefore a rapid thermal tuning can be achieved
by controlling the input optical power. This control
parameter has been put to use in a temperature
stabilization application [211, 212, 214], allowing to
reach a few nK temperature stability at above room
temperature set point. In very high-Q resonators,
the spectral response to the injected optical power via
the mode volume heating may lead to thermal noise
and instability which we will discuss in more detail in
section 6.2.
3.3. Electro-optical
Because of high temperature sensitivity of the WGM
spectra, the temperature tuning range can be very
large, reaching a few to several tens of nanometers.
However, this method is not very convenient because it
is slow. Much faster tuning can be achieved leveraging
the electro-optical effect. The electro-optical tuning is
only possible in materials where such effect is present.
All WGM modulators described in section 4.1 below
were electro-optically tuned. Like the thermal, the
electro-optical tuning leads to the differential TETM frequency shift, due to different values of the
electro-optical tensor components. Differential tuning
among different q-families of the same polarization can
be enabled by creating circuar patterns of inverted
domains near the resonator rim [215], which may
be conveniently achieved in lithium niobate using
the calligraphic poling technique based on “drawing”
inverted domains with a sharp electrode [216, 217].
Compared to the thermal, the electro-optical
tuning has the advantage of higher speed. On the down
side, it is difficult to control the quasi-static electric
field in the region of the optical mode, because the
electrodes cannot be applied to this region without
compromising the optical quality factor. As a result,
both the magnitude and the direction of the tuning
field is poorly controlled in the very region where it
matters, and the tuning rates observed in experiment
are rarely consistent with the theoretical estimates.
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Ferroelectric materials, such as lithium niobate,
have additional problems associated with electrooptical tuning. Visible light induces photocurrents in
such materials [218, 219], which means mobilizing the
charges that may screen the optical field area from the
control electric field. As a result, the WGM spectrum
follows a rapid bias field variation for a short period
of time but then returns to its original state, with the
time constant ranging from sub-seconds to hundreds of
seconds, depending on the injected optical power and
wavelength [220].
External electric fields can affect the WGM
spectrum not only via the electro-optical, but also
via the electrostriction effect.
This effect does
not require nonlinear response and is present in all
materials. It has been observed with hollow solid
polydimethylsiloxane microspheres [221]. Let us point
out that both electrosctriction and electro-optical
effects can be used not only for configuring the WGM
spectra, but also for sensitive measurements of quasistatic electric fields by monitoring the spectral changes
[222].
3.4. Other methods of WGM spectrum engineering
Dispersion engineering can also be realized by coating
a resonator with another dielectric that has a different
index of refraction [167, 223].
Different WGMs
penetrate into the coating layer differently, which gives
rise to the differential TE-TM frequency tuning, as
well as differential tuning of different q-familes of
the modes that have the same polarization. Making
the coating optically active opens up the possibilities
for quick spectral tuning by means of an optical
control. For example, coating a microsphere with
three bacteriorhodopsin protein monolayers allowed
for a reversible high-speed control of a target WGM
frequency, thereby achieving all-optical switching of
a 1310 nm with 532 and 405 nm control beams in
50 µs [224]. Optical tuning can be also implemented
in complex WGM structures comprising a solid-core
microstructured optical fiber with magnetic fluids
[225].
A dynamically controlled, polarization discriminating tuning can be achieved with a dielectric probe
moving in the resonator’s evanescent field [226]. In
some configurations they may impart the anomalous
blue shift to one polarization family, while the other
experiences the normal red shift [227]. This technique
has been used for fine frequency-tuning of WGM-based
SPDC source [228].
Closely related to dielectric coating is immersing a
resonator in a lower-index liquid [229]. This technique
allows for index engineering, and also forms a basis
for various sensing techniques, including those used for
detection of organic molecules and viruses [69, 70].
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3.5. Mode crossing

where the modes interaction strength is given by κ.
This Hamiltonian has two eigenfrequencies:
ω1,2 =

1p
ωb + ωd
(ωb − ωd )2 + 4κ2 .
±
2
2

(17)

An example of avoided-crossing is shown in Fig. 5.
Here the asymptotes correspond to the standard
change of the unperturbed resonances with the external
parameter, which may be the temperature, exposure
time in a photorefractive experiment, bias voltage,
and so on. At the degeneracy point, the modes are
separated by twice the coupling constant 2κ.
WGM spectrum tuning by avoided mode crossing
does not usually offer the versatile control or large
tuning range available from other techniques we
discussed earlier. However it may be efficient in the
situations when the quasi-equidistant character of the
WGM spectrum needs to be altered, e.g. for the design
of single sideband (SSB) electro-optical modulators
[110]. Furthermore, in non-Hermitian systems where
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Figure 5.
Theoretical description of interaction between
a bright and dark modes.
The bright mode is critically
coupled, and the external parameter controlling the modes’
relative dispersion is tuned. Near the degeneracy the coupling
rate κ detunes the resonance frequencies, and a characteristic
avoided-crossing pattern is seen. Asymptotes correspond to the
unperturbed modes.

1 – coupling depth

Large WGM resonators have very dense spectra.
Occasionally, modes from different families become
nearly degenerate [234, 235]. Ideally, these modes
would not interact. However even a minute scattering
can facilitate their energy exchange comparable with
the intrinsic loss rate. In such a case the two modes
can interact, which leads to the so-called avoidedcrossings. As we have seen earlier in this section,
modes from different families respond differently to
external parameters such as temperature, pressure,
electric field, or presence of scatterers. This opens one
path to reaching a degeneracy, which is observed in e.g.
photorefraction experiments [231–233].
Usually in such experiments one of the crossing
modes is coupled to a probing light source more
efficiently than the other, which may be due to the
different polarizations or q’s. Therefore these modes
can be named a bright mode (designated photon
annihilation operator b̂) and a dark mode (designated
ˆ respectively, with
photon annihilation operator d),
their unperturbed resonance frequencies ωb (ωd ).
There is a number of mode-coupling mechanisms,
such as e.g. scattering by sub-wavelength features
[203, 236–238], that may be realized as impurities or
refractive index inhomogeneities. Scattering may also
occur between modes with different polarizations. This

type of scattering has been studied in silicon nitride
micro resonators [239, 240]. It also was observed [211]
and studied in magnesium fluoride [241].
Regardless of how the mode coupling is physically
realized, a straightforward approach to describing it is
given by the following Hamiltonian:


(16)
Ĥ = ~ωb b̂† b̂ + ~ωb dˆ† dˆ + ~κ b̂† dˆ + b̂dˆ† ,

Shift of resonance position [MHz]

Permanent or quasi-permanent spectral changes
can be induced in WGM resonators by various
photochemical processes in the host material that
affect the index of refraction. For example, spectra
of germanium-doped silica micropheres have been
tailored by a UV-exposure for an optical filtering
application [230]. The advantage of this approach is
that the spectral changes can be monitored in real
time, and the process can be stopped when the desired
frequencies are reached.
Photorefractivity in lithium niobate and tantalate
offers another method for controlled modification of a
WGM spectrum [231–233]. Unlike with the UV curing
of Ge-doped silica, here one can selectively pump a
chosen mode at a relatively high optical power (even
in the infrared wavelength range [231]) shifting its
frequency with respect to the other modes. The process
is surprisingly mode-selective, considering a significant
overlap between the low-order WGMs. Once the
first mode is sufficently tuned, the process can be
repeated with a different mode, and so on. One can in
principle arrange a number of WGMs into a spectral
pattern that could be used e.g. for “fingerprinting” of
complex atomic or molecular spectra. The underlying
photorefractive patterns “engraved” in the resonator
material are only quasi-permanent and can be erased
by e.g. UV exposure [232].
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there is a loss for each mode, the avoided crossing near
the degeneracy allows for realizing the so-called parity
time symmetric (PT −Symmetric) systems [242–244],
and even more generally, to study the exceptional
points [238, 245–247]. This research leads to such
counter intuitive observations as the onset of lasing by
inducing loss [242].
4. Second-order nonlinear processes
Second-order nonlinear optical processes arise from the
quadratic response of the media polarization P~ to the
~ [248]:
external electric field E
X (2)
(2)
Pi =
χijk Ej Ek ,
(18)
j,k

where χ(2) is the nonlinear susceptibility tensor, and
i, j, k index the crystallographic axes x, y, z.
Second-order polarization (18) gives rise to a
nonlinear term of the optical energy
Z
X (2)
1
H (2) =
dV
χijk Ei Ej Ek .
(19)
3
i,j,k

Here the factor 1/3 is necessary to account for the index
permutations that preserve the frequency sum relation.
The χ(2) tensor elements involved in such permutations
are postulated to be equal by the Kleinman symmetry
convention [248]. In many cases of interest polarization
of each field is fixed with respect to the χ(2) tensor axes,
and then the sum in (19) can be omitted along with
the factor 1/3.
Following the canonical quantization of scalar
single-mode electromagnetic field [249] inside a dielectric [250, 251], we write
√

Ê(~r, t) = in−1 2π~ω âψ(~r)e−iωt − â† ψ ∗ (~r)eiωt ,
(20)
where n is the index of refraction for given optical
frequency ω and polarization, â† and â are creation
and annihilation operators for a photon in the given
mode, [â† , â] = 1, and ψ(~rR) is the mode’s eigenfunction
normalized to unity:
dV |ψ(~r)|2 = 1.
Note
that in the strict sense such normalization would
be impossible because the integral diverges as r →
∞. Indeed, the radial part of ψ(~r) for r > R
is given by Hankel functions that asymptotically
correspond to diverging spherical waves representing
radiative loss, as discussed in section 2.1 and in [252].
The unity normalization therefore can be introduced
only approximately, enforcing the metallic boundary
condition (see section 2.1) and limiting the integral to
r < R.
Substituting (20) into (19) we derive a quantummechanical interaction Hamiltonian which governs all

three-wave mixing processes in resonators:
Ĥint = ~g(â1 â2 â†3 + â†1 â†2 â3 ),

(21)

p
(2π)3 ~ω1 ω2 ω3
σ123
n1 n2 n3

(22)

where
g = χ̃

(2)

is the nonlinear coupling rate for interacting photons,
ω3 = ω1 + ω2 , the effective nonlinear susceptibility χ̃(2)
is determined by the fields polarizations, and
Z
σ123 = dV ψ1 (~r)ψ2 (~r)ψ3∗ (~r)
(23)
is the WGM overlap integral. In (22) we used cgs units,
with the following conversion of the standard secondorder nonlinearity:
χ(2) [cgs units] =

3 × 10−8
d[pm/V].
4π

(24)

Besides the overlap integrals (23), a different notation is often used, see e.g. [107, 253–257], apparently
ascending to the tradition of field quantization in the
plane waves. In this notation the eigenfuctions ψ(~r) are
normalized to the quantization volume (mode volume)
V rather than to unity. The electric field expression
(20) acquires in this case an extra factor V −1/2 and
the mode overlap (23) is measured in the units of volume, e.g. cm3 , instead of cm−3/2 . Just like the unity
normalization, the volume normalization can only be
done approximately by assuming the metallic boundary condition.
The disadvantage of normalizing WGM eigenfunctions to the mode volume is that, except for the case
of plane waves quantization in a box, this volume
lacks a rigorous first-principles definition. Usually it
is defined as the volume integral of the optical intensity distribution normalized to the maximum intensity
value [127,258]. With this definition equivalence of the
volume- and unity-normalized approaches can be easily
proven, however it may not be a good definition for the
eigenfunctions that have multiple nearly-equal maxima. On the other hand, the advantage of the volumenormalized approach is the ability to directly compare
the overlap integral (23) to the mode volume and therefore to easily quantify the coupled modes overlap in
space as the ratio of these volumes. Other possible approaches to eigenfunctions normalization and defining
the mode volume are discussed Kristensen et al. [259],
who also prove them to be equivalent.
Interaction Hamiltonian (21) leads to a set of
ordinary differential equations (ODEs) describing the
nonlinear processes and the input-output relations in
a resonator. For any mode labeled j we have
i
â˙ j = −(γj + iωj )âj + [Ĥint , âj ]+ F0 e−iω0j t δj0,j , (25)
~
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where δj0,j is the Kronecker’s delta, j0 labels the
externally pumped mode, γj = γcj + γij is the half
width at the half maximum for the optical modes,
and γcj and γij stand for coupling and intrinsic losses,
respectively. F0 represents the external pumping at a
frequency ω0j :
r
2γc Pin iφin
(26)
e
F0 =
~ω0
where Pin is the input power and φin is the phase of
the pump.
Below we discuss various three-wave mixing
processes described by Hamiltonian (21). Let us also
mention a very recent review [260] dedicated to this
subject.
4.1. Electro-optical phenomena and applications of
WGMRs
We start our discussion of the second-order nonlinear
optical phenomena from reviewing the interaction of
optical and static or quasi-static (on the optical cycle
time scale) electric fields. Such interaction enables
a variety of important optical modulation, sensing
and frequency conversion applications. Perhaps the
most important of these applications is the electrooptical modulator (EOM). Operation of an EOM can
be considered as based on a strongly nondegenerate
parametric process [253]. It upshifts or downshifts the
frequency of a pump photon by the frequency of a
microwave photon. The upshift (anti-Stokes) process
corresponds to absorption of the pump photon and
microwave photon and emission of the higher frequency
photon. The downshift (Stokes) process corresponds to
absorption of the pump photon and emission of both
the microwave and lower frequency photon.
While the efficient modulation usually requires
an external microwave field, a spontaneous Stokes
parametric frequency conversion has been predicted
[253] and demonstrated for the frequency shifts ranging
from sub-THz to approximately 20 THz [255]. When
such frequencies are efficiently out-coupled from the
modulator, this process may be used as a narrow-band
all-optical THz source. A similar type of THz source
has been realized in a conventional cavity-assisted
single-resonant optical parametric oscillator (OPO)
[261]. Let us also point out that the spontaneous
Stokes process results in unavoidable quantum noise
background present in EOMs [262].
Utilizing microwave and optical resonances can
enhance the parametric process efficiency at the cost
of limiting the bandwidth [263–270]. Efficiency of
the existing commercial EOMs still remains very low
compared to the theoretical limit of combining each
microwave photon with an optical photon.
The
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reason is relatively short interaction length as well
as insufficient spacial overlap of the interacting fields.
Recent developments of highly efficient resonant EOMs
based on WGM resonators allow to circumvent these
problems.
Electro-optically active WGM resonators are
attractive for the EOM application because they can
provide a good overlap between the microwave and
optical fields, which usually requires an additional
microwave cavity. They also have low loss and high
quality factors in a wide range of optical as well as
microwave frequencies determined by the transparency
window of the resonator material [187,271–291]. These
modulators operate either within the mode bandwidth
[283] or involve different high-Q optical modes of the
same [273,277,285] or different polarizations [292–294].
The efficiency and directionality of the modulation
process can be regulated by the phase matching
conditions. Realization of the phase matching between
light and microwaves is complicated because the index
of refraction of the electro-optical materials is very
different at the optical and microwave frequencies. It
can be achieved by optimizing the geometrical shape of
both the microwave and optical parts of the modulator
as well as using different materials for these parts.
The significant dissimilarity of the optical and
microwave wavelengths gives a lot of flexibility for such
optimization. For WGM resonators, this approach was
initially proposed in [271, 272]. It was shown that it
is possible to confine the microwave field in a metal
resonator built on a top of an optical resonator to
achieve the desirable phase matching [271–280]. In a
similar way it is possible to control the modulation
process with high flexibility, e.g. to suppress the
Stokes process nearly completely and create an SSB
modulator [293] that is able to upconvert a microwave
photon to the optical frequency domain with nearly
100% efficiency [295]. This type of modulator can
be utilized for counting microwave or THz photons at
room temperature [109, 110, 183, 296].
A WGM EOM can be characterized by a modulation coefficient, defined as the ratio of the output power of the first optical harmonic and the optical pump power. The modulation coefficient is pro2
portional to Pmw Q2 Qmw rij
[278], where Q and Qmw
are the loaded quality factors of the optical and mi2
crowave modes respectively, rij
is the relevant electrooptical coefficient of the material, and Pmw is the applied microwave power. Therefore, the higher the quality factors and the nonlinearity, the lower is the microwave power required to achieve the same modulation efficiency. WGM resonators made out of crystalline LiNbO3 and LiTaO3 , characterized by the optical bandwidth ranging from hundred kilohertz (weakly
coupled) to gigahertz (fully loaded) as well as by large
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electro-optical coefficients [297], are particulary attractive for WGM EOMs. Tunable and multi-pole filters, resonant electro-optical modulators, photonic microwave receivers, opto-electronic microwave oscillators, and parametric frequency converters were realized
using such EOMs.
Let us compare the efficiency of a conventional
running wave electro-optical phase modulator and
a WGM-based modulator. The optical field Eout
emerging from a phase modulator is related to the
input field Ein as


Eout
V
= exp iπ
cos ωmw t ,
(27)
Ein
Vπ
where V is the voltage of the RF signal at the
modulator electrode, Vπ is the characteristic voltage of
the modulator imparting a π phase shift to the optical
carrier, and ωmw is the modulation frequency. The
relative power of the first modulation sidebands is
Pmw
P±
=
,
Pin
Psat

(28)

where the characteristic (saturation) power can be
expressed via the Vπ and resistance of the microwave
circuitry R as
4 V2
Psat = 2 π .
(29)
π 2R
For a WGM EOM based on z-cut lithium niobate
resonator we have [297]
Psat =

n2mw Vmw ωmw
2 σ2 ,
32πQmw Q2 n4e r33

(30)

where nmw and ne are the extraordinary refractive
indices at the microwave and optical frequencies,
respectively, Vmw is the microwave mode volume, r33
is the electro-optical coefficient, and σ is the overlap
integral for the process. It is easy to verify that for a
typical running wave modulator with Vπ = 3 V and
R = 50 Ohm the saturation power exceeds 100 mW,
while for a lithium niobate WGM EOM with 10 MHz
bandwidth it is only about 2.5 µW [110,298]. It means
that the equivalent Vπ of such WGM EOM is less than
20 mV.
In addition to the light modulation leading to
generation of optical harmonics, resonant WGM EOMs
can be used as quadratic receivers of the microwave
field [279, 280].
The operation principle of such
devices is based on a nonlinear absorption of the
input light, which increases proportionally to the
microwave signal power. The increase of the optical
loss changes the coupling conditions towards undercoupled and reduces the coupling contrast. Such
a behavior resembles operation of an opto-electronic
transistor-like device, where a low-power (a few tens
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of microwatts) microwave signal changes transmission
of a higher-power (a few milliwatts) optical signal.
Similarly a modulated microwave input results in
modulation of the light passing through the resonator.
Optimally modified WGM EOMs can be furthermore used as efficient electric field sensors [221, 299–
303]. A sensor based on a microwave dielectric cylindrical antenna concentrating the microwave field within
a lithium niobate WGM resonator was originally proposed in [304, 305]. This sensor operates on similar
principles as the fiber-based running wave [306] and
resonant [307] electric field sensors. A more efficient
all-resonant WGM configuration of a dielectric E-field
sensor was introduced theoretically [308] and validated
experimentally [309]. High sensitivity of these devices
has inspired the application proposals in areas such as
e.g. biomedical studies [310].
Concluding the section on electro-optical phenomena in WGM resonators, we should also mention the
possibility of magneto-optical phenomena. Such a possibility has been discussed theoretically [311, 312], and
experimentally explored in ferromagnetic microspheres
made from yttrium iron garnet [313–316]. The conventional Faraday effect as well as non-reciprocal sidebands generation at the magnon frequency is observed
in these experiments. Although most typical materials
with significant Faraday effect are lossy, and their Qfactor is limited to approximately 106 [313], the emerging field of WGM magneto-optics holds a great promise
for building ultra-sensitive, room-temperature compact magnetometers as well as for efficient microwaveto-optics conversion.
4.2. Natural phase matching and selection rules for
second-order processes
Now let us turn to discussing second-order nonlinear
interaction of optical fields. The overlap integral (23)
is responsible for all resonator-specific features of the
three-wave mixing, including the mode selection rules.
These rules reflect the symmetries inherent to the
resonator and its eigenfunctions. The fundamental
WGM symmetry is associated with rotation, which is
expressed in the eimϕ term in the eigenfunction (1).
Therefore the fundamental selection rule arising from
(23) corresponds to the angular momenta conservation:
m1 + m2 = m3 . Further selection rules are discussed
in [317–320]∗ . In particular, it is shown [318–320] that
in large resonators the overlap integral σ123 factors
into the radial and angular parts as a very good
approximation. The angular part yields ClebschGordan coefficients hl1 , l2 ; m1 , m2 |l3 , m3 i that describe
the photon’s angular momenta conversion and invoke
∗ Note that [320] required a Corrigendum [321].
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well-known selection rules:
m1 + m2 = m3 ,
|l1 − l2 | ≤ l3 ≤ l1 + l2 ,
l1 + l2 + l3 = 2N ,

(31)

where N is a natural number. For equatorial modes
(li = mi for i = 1, 2, 3) in large resonators, one can use
the following asymptotic relation [319]♯:
hm1 , m2 ; m1 , m2 |m3 , m3 i ≈ 0.5(m3 /π 3 )1/4 ,

(32)

which indicates a slow increase of the angular overlap,
scaling as approximately the fourth-power root of the
radius-to-wavelength ratio.
The radial part of the overlap integral given
by the Airy functions overlap does not lead to any
strict selection rules. However for large radial mode
numbers qi and respective wavelengths λi it favors such
conversion channels that q1 /λ1 + q2 /λ2 ≈ q3 /λ3 [320],
see Fig. 6. This occurs because for large q the radial
part Ai(u/um − αq ) of a WGM eigenfunction (3) takes
on oscillatory form, and the selection rules begin to
resemble those for coupled harmonic waves.
Analyzing the overlap integrals (23) one can
also learn how the nonlinear conversion efficiency
depends on the resonator size. For example in [160],
this dependence was theoretically studied for the
frequency doubling of several pump wavelengths via
various equatorial channels in a lithium niobate WGM
resonator. Curiously, in all studied cases the same
scaling law was found: |σ|2 ∝ R−1.8 , see Fig. 7.
♯ In Eq. (6) of [319], the numerical factor should be 4, not 8.
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Figure 6. Absolute-square of the overlap integral (23) radial
part is represented by the dots size for various mode numbers
combinations {q1 , q2 , q3 }, for the 780 nm + 1550 nm → 520 nm
frequency-sum generation in a Lithium niobate WGM resonator
of 0.65 mm radius. Reprinted from [320].

Figure 7. Overlap integrals σ for λp = 1 µm to λSH = 500 nm
SHG are shown as functions of the resonator radius for various
conversion channels [qp , qSH ]. Reprinted from [160].

The same power scaling law was established, although
not reported, for the 780 nm + 1550 nm → 520 nm
frequency-sum generation [320]. Moreover, this is
consistent with the Vp−1 ∝ R−1.83 WGM volume
scaling in micro spheres [322, 323]†† .
4.3. Quasi-phase matching in periodically-poled WGM
resonators
Similarly to bulk crystals and straight waveguides,
phase matching in WGM resonators can be modified by
periodical poling. Here the “periodic” means a radial
pattern such as shown in Fig. 8 rather than a series
of parallel lines. Periodical poling in crystals such
as lithium niobate changes the local direction of the
(2)
crystallographic z-axis and the sign of those χijk tensor
components that have only one or all three indices i, j
and k matching z. As a result, the χ̃(2) factor in (21)
becomes coordinate-dependent and enters the overlap
integral (23).
Although various radial poling patterns have
been discussed [325], it is easy to see that what
really matters is the Fourier-transform of this pattern
with respect to the azimuthal angle ϕ. The most
efficient quasi-phase matching (QPM) is therefore
achieved with a radially-poled structure consisting of K
equidistant (in φ) lines, see Fig 8. In this case the first
phase matching condition (31) is modified as follows:
m1 + m2 = m3 ± N K,

N = 0, 1, 2, ...,

(33)

where in close analogy with periodically poled straight
waveguides and bulk crystals N is the the phase
†† Ref. [323] quotes Vp ∝ R1.83 as calculated in [322], but [322]
only provides a plot for Vp (R) in its Fig.3. We assume that in
[323] the power-law fitting of this plot for large R was performed.
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technique [216, 217].

4.4. Crystal symmetry based and “cyclic” quasi-phase
matching

Figure 8. Radial poling pattern on a lithium niobate wafer,
visualized by etching. Reprinted from [324].

matching order. It should be mentioned that a
fabrication error leading to eccentricity between the
resonator and poling pattern may have a considerable
phase matching broadening effect that may be
desirable or undesirable depending on the specific
application [157].
Let us also point out that the early and some of
the later demonstrations of QPM in WGM resonators
were proposed [254] and carried out [107, 326] with
the poling patterns consisting of parallel, rather than
radial, lines. Phase matching in such resonators allows
interesting interpretation in terms of the effective index
approach discussed in section 2.2. In this approach a
large WGM resonator can be “unfolded” into a straight
waveguide with a modified index of refraction. A linear
equidistant poling pattern then becomes variable, with
the period ranging from its nominal value (where the
poling lines are radial) to practically infinity (where
the poling lines are tangential). If the nominal period is
sufficiently small, there will be four (in degenerate case,
two) locations where the poling period is just right and
the QPM is locally achieved for the desired process at
the desired wavelengths. Only these narrow segments
of the resonator will contribute to the nonlinear
conversion. Importantly, their contributions will add
coherently and may lead to either constructive, or
destructive interference. A wide range of wavelengths
can be nonlinearly converted in such a resonator, each
at its own four locations. The cost of the wavelength
versatility is the reduced conversion efficiency due to a
limited interaction length at each location.
Using the linearly-poled resonators was enabled
by the commercial availability of periodically poled
lithium niobate (PPLN)wafers. Since then, several
lithography-based radial poling techniques have been
developed [324] specifically for WGM resonators,
including the already mentioned calligraphic poling

QPM in WGM resonators may arise even without
artificial domain inversion. As an optic field propagates
around the resonator, its polarization orientation
generally changes with respect to the crystallographic
axes. This may lead to ϕ-dependent modulation of
the effective nonlinearity χ̃(2) and/or of the index of
refraction. The former effect can be observed e.g. in
the SHG experiments when χ̃(2) couples the x and
y projections of the optic field. This process has
been predicted [327–329] and observed [330] in the
4̄ symmetry crystals, such as GaAs, GaP, ZnSe and
others. In this case harmonic variation of the field
projections leads to the following modification of the
azimuthal phase matching condition:
m1 + m2 = m3 ± 2.

(34)

This modification may have an appreciable effect on
the phase matching wavelength in small resonators
where the FSR is large.
In a birefringent resonator whose optical axis
does not match the axis of symmetry, the index of
refraction for TM-polarized WGMs also becomes a
periodic function of ϕ, as we discussed in section
2.1. This leads to a more complicated situation than
just the ϕ-dependent χ̃(2) . Because this situation is
not analytically tractable as yet, only a special case
of a uniaxial crystal with the optical axis lying in
the resonator equatorial plane has been utilized in
nonlinear optics. This type of resonators, usually
called the x-cut or xy-cut resonators, manufactured
from crystal quartz [286], lithium niobate and tantalate
[331], and BBO [331–333] have been shown to support
high-Q modes that can be identified as TE and TM at
least at the coupling location.
An SHG cyclic phase matching in an x-cut BBO
resonator has been demonstrated in [332, 333]. In
such resonators, the refraction index for TM modes
nTM oscillates between the ordinary and extraordinary
values no and ne according to
2 
2 
2

cos(ϕ)
sin(ϕ)
1
=
+
,
(35)
nTM (ϕ)
ne
no
where we chose to measure the azimuthal angle ϕ
from the optical axis.
Since this resonator has
no (infinite-order) rotation symmetry, the quantum
numbers q, L, m cannot be introduced in the strict
sense, and selection rules (31) no longer apply. Phase
matching in this resonator can be formulated following
the effective index of refraction approach as
β3 = β1 + β2 ,

(36)
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where

2π
β(λ) =
ñ(λ)
(37)
λ
is the effective wave number for each mode. The local
phase detuning for up-conversion of a TE polarized
pump into a TM polarized second harmonic ∆β(ϕ) =
2βp − βSH (ϕ) depends on the azimuthal angle ϕ or
on local coordinate z = Rϕ measured along the
“unfolded” waveguide. This detuning governs the
propagation equation for the second harmonic field
[332]:

 Z z
βSH (z) (2)
dESH
2
′
′
=i 2
χ̃ (z)Ep exp i
∆β(z )dz .
dz
nSH (z)
0
(38)
As in the previously discussed example of linearly
poled WGM resonators, only four short waveguide
regions may contribute to the second harmonic
field build-up.
However now these regions are
determined not by the local QPM, but by a stationaryphase condition ∆β(zpm ) = 0. Other z-dependent
parameters of equation (38) can be evaluated at
z = zpm as a very good approximation. Again,
contributions from different regions zpm may interfere
constructively or destructively, and a wide-range
cyclic phase matching comes at the price of reduced
conversion efficiency.
4.5. Exotic phase matching in WGM resonators
The phase matching conditions, or mode selection
rules (31) in WGM resonators are significantly more
relaxed compared to free space. Indeed, the usual
phase matching requirement ~k1 +~k2 = ~k3 is represented
by a set of three equations imposing constraints,
whereas (31) has only one such equation. This
flexibility allows for achieving in WGM resonators
such types of phase matching that cannot be achieved
in bulk crystals. In particular, Type 0 and Type
II SPDC was predicted in lithium niobate, lithium
tantalate and BBO z-cut crystals in a wide range
of pump wavelengths [160], although the overlap
penalty for using high-order modes with large q
may be significant.
It is even possible to find
a double phase matching, e.g. for nondegenerate
SPDC with simultaneous frequency-doubling of the
signal, idler or both [160]. Double phase matching
in strongly nonlinear systems is interesting in the
context of quantum-optics applications. It can lead
to multipartite entanglement [334] and to control of
the photon pair statistics in SPDC via quantum Zeno
blockade.
A search for exotic phase matching in WGM
resonators can be conveniently accomplished using
the effective index of refraction approach introduced
in section 2.2. This approach leads to a simple

but approximate analytical expressions for the phase
matching conditions in the wavequide form (36). They
are approximate because the WGM frequencies are
treated as continuous, whereas in an actual resonator
they are discrete. Therefore the accuracy of this
method is limited by the resonator’s free spectral
range. The simplicity of this approach comes from
the same approximation, which allows us to solve
a continuous-value set of equations (36) rather than
to look for the discrete-value solutions to the WGM
dispersion equations set (2) constrained by selection
rules (31).
An important observation regarding the effective
index phase matching is that it strongly depends on the
radial mode numbers q, especially when the resonator
is small. In section 2.2 we already mentioned that the
geometric correction to the refractive index is negative:
∆n = ñ−n < 0. Moreover, |∆n| becomes progressively
larger for larger q, because the optical field of a higherorder mode effectively has a shorter path to travel, see
Fig. 2. In small resonators this effect can be quite
strong even in comparison with natural birefrigence,
which explains the unusual phase matching. We should
point out that while the double phase matching can
be relatively easily found by the effective index of
refraction method, its realization in a fully-resonant
system such as a WGM resonator is difficult to achieve
in practice. It depends on such control parameters that
cannot be easily tuned, e.g. the resonator radius and
rim shape.
4.6. Dynamics of the second-order processes in
triply-resonant systems
Analysis of nonlinear optical processes dynamics in
phase-matched WGM resonators has been reported for
the SHG [107,213,256,317,335] and OPO [213,253–256,
336], as well as for the sum-frequency generation (SFG)
[320, 321, 337, 338] and difference-frequency generation
(DFG) [339]. Usually this analysis is carried out in
terms of coupled ODEs such as given by Eq. (25). It
shows the dynamics similar to other triply-resonant
systems with second-order nonlinearity, see e.g. [340–
345]. Its details strongly depend on the in/out coupling
regime for the nonlinearly coupled modes, as well as
on the relation between the resonator linear loss and
nonlinear conversion rates. There are however some
universal features. For example, the SHG conversion
efficiency reaches a maximum at a saturation pump
power Ps , and then drops. The OPO has a pump
power threshold Pth . For a degenerate OPO these two
parameters are closely related: Ps = 4Pth [319], where
Pth =

c
λp Qp



n3
16πσχ(2) Qs

2

,

(39)
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1.0

SFG efficiency (a.u.)

where λp is the pump wavelength and n = ne (λp ) =
no (λs ) is the phase-matched refractive index.
Degenerate Type I SPDC in WGM resonators
cannot be described with just a pair of coupledmode equations(25).
Indeed, because the WGM
spectral lines are locally equidistant, degenerate
down conversion of the pump mode with an orbital
momentum 2m0 into the signal (and idler) mode with
ms = mi = m0 also implies the possibility of the same
pump conversion into non-degenerate modes ms =
m0 ± ∆m, mi = m0 ∓ ∆m. Here ∆m = 1, 2, ..., and up
to some maximum number determined by the WGM
linewidths and the group velocity dispersion of the
resonator. Conversion channels with small ∆m will be
nearly on-resonance and hence almost equally efficient.
A SPDC optical comb is therefore expected [346] to
form around the degenerate wavelength.
As a higher-order effect in a multi-mode neardegenerate SPDC, the tresholdless sum-frequency
generation process among the parametric comb lines
may lead to building up another comb around the
pump mode. For this secondary conversion to be
efficient, the FSRs at the pump and degenerate SPDC
wavelengths must be nearly equal, which is granted
by the phase matching. This kind of a double-comb
structure has been observed [347, 348] and studied
theoretically [349] in straight waveguide cavities.
The presence of multiple near-equidistant modes
also makes the conventional WGM SHG description
based on two coupled-modes equations insufficient
beyond the low-power linear regime.
Once the
circulating SHG power exceeds the OPO threshold,
the non-degenerate multiple-line down conversion
commences. This phenomenon has been predicted
to lead to self-pulsing in triply-resonant [350], and
observed in single-resonant SHG processes [351]. It
may be responsible for the anomalous SHG signal
behavior observed in [318].
Similarly to the SHG process, conversion efficiency
saturation also occurs in SFG and DFG. Above
the saturation power, efficiency of these processes
decreases, asymptotically approaching zero as shown
in Fig. 9. In this Figure we plot the SFG conversion
efficiency (defined as the ratio of the SFG signal to
the input probe power) vs. the input pump power
calculated using the equations from [320].
Both
parameters are given in arbitrary units. The actual
peak conversion efficiency depends on the relation
between the linear and non-linear coupling rates of
all involved modes. Three curves in Fig. 9 illustrate
the effect of increasing the nonlinear coupling rate g
introduced in Eq. (22).
The saturation behavior of SFG in triply-resonant
structures is different from the non-resonant structures
with undepleted pump [352], where the oscillations of
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Figure 9. A qualitative dependence of the SFG conversion
efficiency on the pump power for various nonlinear coupling rates
g. All three fields are assumed to be resonant.

the probe and sum-frequency powers are expected. In
high-Q, strongly nonlinear resonators the saturation
opens up the possibility of realization an efficient lowpower all-optical switch, which has been both predicted
[337–339] and implemented in Fabri-Perot [353] as well
as in WGM resonators [354].
4.7. Experimental observations of the second-order
processes
Optical WGM and ring resonators with the secondorder nonlinearity have been successfully used for
optical frequency doubling [107, 156, 257, 318, 330, 332,
333,355–362], tripling [356,363], and quadrupling [326],
as well as parametric down conversion above [108, 157,
158, 255, 319, 364, 365] or below [112, 228, 366, 367] the
OPO threshold. Generation of optical frequency sum
[320] and difference [368] also have been demonstrated.
Some of these experiments [108, 110, 112, 158, 228, 255,
257, 318–320, 357, 360, 361, 366, 367] have been relying
on the natural phase matching whereas QPM with
periodical domain inversion was harnessed in others
[107,157,326,363–365]. Crystal symmetry based QPM
[330,368] and the cyclic phase matching [332,333] have
also been experimentally realized.
WGM resonators have been shown to have a
high nonlinear conversion efficiency, which is due to
the exceptionally high Q-factor and small interaction
volume. For SHG of the pump wavelength λp in lowpower regime the conversion efficiency is proportional
to the pump power, and therefore can be characterized
by the slope efficiency η. At a higher power regime
saturation occurs and the conversion efficiency reaches
its limit ηm . These parameters are listed in Table 1
for the SHG experiments discussed here. In the
absence of the saturation power data, ηm is evaluated
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Ref.
[318]
[257]
[332]
[333]
[107]
[156]
[330]
[362]
[359]
[358]
[357]
[360]
[361]

λp nm
1064
490
634-1560
634
1550
1560
1985
1550
800
1546
1550
1580
1548

Crystal
LiNbO3
LB4
BBO
BBO
PPLN
GaN
GaAs
GaP
LiNbO3
LiNbO3
AlN
AlGaAs
ZnSe

η W−1
4500
37
0.6-18
7.4
1.5
0.15
0.5
0.38
0.135
0.135
0.001
7e-4
8e-4

Ps
3.2

300
0.1

3

ηm ‰
90
22
0.7-16
7.4
500
0.03
0.005
0.133
0.08
0.005
0.025
0.002
0.001

Table 1. Summary of reported SHG observations in WGM
resonators: pump wavelength λp in nanometers, resonator
material (PPLN is periodically poled lithium niobate, LB4 is
lithium tetraborate), slope efficiency η, saturation power Ps in
mW, and maximum observed pump power conversion ηm .

at the maximum pump power used in a particular
experiment.
WGM OPOs can be characterized by the threshold power Pth and maximum observed conversion efficiency ηm . These parameters are summarized in Table 2. All these experiments have been carried out
with lithium niobate resonators: not poled for [319],
and periodically poled in radial direction for the others. Strong variation in the listed threshold power is a
consequence of the trade-off inherent to WGM OPOs:
for strongly out-coupled resonators the maximum observed conversion efficiency increase, but so does the
threshold, due to reduction of the Q-factors. In different experiments different choices have been made
regarding this trade-off.
It should be mentioned that in many cases,
especially among the most efficient SPDC and SHG
processes observed in WGM resonators, the measured
conversion efficiency falls considerably short of the
theoretical predictions. The same applies to the SFG
observations [320, 321]. Usually this is attributed to
a sub-optimal selection of the conversion channel, e.g.
coupling non-equatorial modes, or to photorefractive
Ref.
[319]
[364]
[158]
[365]
[217]

λp → λs + λi , nm
532 → 1010 + 1120
1037 → 2011 + 2140
488 → 707 + 865
1040 → 2080 + 2080
1040 → 1800 + 2500

Pth , µW
7-28
200
66-330
86-2200
21

ηm %
18
30
7
55
45

Table 2. Summary of reported OPO observations in WGM
resonators made from lithium niobate: pump, signal and idler
wavelengths, threshold power Pth and maximum observed pump
power conversion ηm .

damage. A rigorous investigation of this discrepancy
has not been carried out.
5. Third-order nonlinear processes
Third-order nonlinear optical processes involve four
interacting optical fields and generally described by
the term four-wave mixing (FWM). In this section
we focus on two major FWM processes observed
in microresonators – hyper-parametric oscillation and
third harmonic generation. Weak cubic nonlinearity of
transparent optical solids requires high peak intensity
of the pump to observe these processes in bulk. Such
an intensity level can be reached with powerful pulsed
lasers. Interaction length can be increased by using
optical fibers, which allows to reduce the laser power
requirements [1, 369]. Usage of resonators allows to
reduce it even further due to the intracavity field buildup, making the FWM effects observable with CW low
power lasers.
5.1. Interaction Hamiltonian and phase matching
Third-order nonlinear optical processes result from the
cubic response of the media polarization P~ to the
~ [248], similarly to quadratic
external electric field E
response (18):
X (3)
(3)
Pi = 4
χijkl Ej Ek El ,
(40)
j,k,l

where χ(3) is the third-order nonlinear susceptibility
tensor. The third-order polarization (40) corresponds
to the interaction energy
Z
X (3)
H (3) =
dV
χijkl Ei Ej Ek El .
(41)
i,j,k,l

This Hamiltonian can be simplified for the case
of a hyper-parametric or third harmonic generation
process in isotropic homogeneous medium. The hyperparametric process involves transformation of a pair
of photons at some frequencies ω1 and ω2 to another
pair of photons at frequencies ω3 and ω4 , so that
ω1 + ω2 = ω3 + ω4 . Often ω1 = ω2 pertain to the same
optical pump field, which suggests an analogy with the
previously discussed parametric down conversion and
justifies the term “hyperparametric”. In the case of
a narrowband process (|ωi − ωj | ≪ |ωi + ωj |, i, j =
1, . . . , 4) the Hamiltonian (41) in the rotating wave
approximation for this process leads to
ĤHP = −

~g X
âi âj â†k â†l ,
2

(42)

i,j,k,l

where g is the coupling parameter.
Under the
assumption of complete spacial overlap of the resonator
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modes

~ω02 c
n2 .
(43)
Vn2
Here V is the effective mode volume [100], n is
the linear index of refraction and n2 is the cubic
nonlinearity of the material at the carrier frequency
ω0 . We assumed that the medium is isotropic and
homogeneous, so that the nonlinearity is polarizationindependent and (see [248])
g=

χ(3) =

n2 c
n2 .
12π 2

(44)

Resonant third harmonic generation (THG) can
be described using a similar interaction Hamiltonian
presented in the rotation wave approximation
ĤT HG = −

~g X 3 †
(â â + â†3
i âj ),
3 i,j i j

(45)

where g is defined by Eq. (43).
Interaction
Hamiltonians (42) and (45) lead to the same general
form ODEs (25) that are already familiar to us from
the second-order interaction discussion.
5.2. Self-Phase and Cross-Phase Modulation
The simplest effect related to the FWM is the effect
of self-phase modulation (SPM). It involves only
one mode evolving in time in accordance with the
Hamiltonian
g
ĤSP M = −~ â† â† ââ.
2

(46)

SPM results in power-dependent frequency shift and
corresponding distortion of the WGM resonance curve.
At higher pump power it leads to the bistability with
respect to the optical pump. It is easy to show
using Eq. (46) that for a lossless mode populated with
N̂ = â† â photons at frequency ω0 the state evolution
is described by the operator
â(t) = e−i(ω0 −gN̂ )t â(0).

(47)

Therefore, g represents an SPM frequency shift of the
mode per photon.
Among the WGM resonators, the effect of
bistability was initially studied in microspheres
[66, 370].
A significant number of bistabilityrelated research papers was published very recently.
For instance, optical bistability in Er-Yb co-doped
phosphate glass microspheres was investigated in
[371].
A regenerative pulsation arising from the
competition between Kerr nonlinearity and thermal
nonlinearity, when the two nonlinearities with very
different timescales are comparable in magnitude
but opposite in sign, was studied in cryogenically

Figure 10. A Mach-Zehnder interferometer coupled to an
AlGaAs microring. Reprinted with adaptations from [374].

cooled microspheres [372]. Signal processing and alloptical switching by means of Kerr-based bistability
in silica bottle microresonators with Q > 108 was
studied in [86, 87]. It was predicted that coupled
microresonators can demonstrate stronger SPM effect
than a single resonator in the chain [373]. This was
later demonstrated in a setup combining an on-chip
Mach-Zehnder interferometer with a microring [374], as
shown in Fig. 10. Here, a nonlinear phase shift induced
by the microring has lead to self-switching of an optical
pulse from one Mach-Zehnder interferometer output to
the other depending on the pulse power.
SPM can also lead to the quantum phenomena of
photonic blockade and quadrature squeezing, discussed
in sections 7.
Cross-Phase Modulation (XPM) is another simple
FWM effect that involves interaction of two modes.
The interaction is represented by the Hamiltonian
ĤXP M = −2~gâ† b̂† âb̂.

(48)

XPM results in frequency shift of each mode that
depends on the photon number in the other mode, as
described by the evolution equations
â(t) = e−i(ω0 −2gN̂b )t â(0),
b̂(t) = e−i(ω0 −2gN̂a )t b̂(0).

(49)

XPM was directly observed in an amorphous
silicon carbide microdisk with R = 6 µm using a
pump-probe technique [375]. This effect can be useful
in quantum nondemolition measurements of photon
number in WGM resonators [376].
5.3. Hyper-parametric oscillation
Hyper-parametric optical oscillations [377] involve, at
the fundamental level, three optical modes populated
with four photons: two pump, one signal, and one idler.
This system is also prone to the SPM and XPM. Its
complete Hamiltonian is
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Ĥ

= Ĥ0 + ĤHP ,
†

(50)

~ω+ b̂†+ b̂+

+

~ω− b̂†− b̂− ,

Ĥ0

= ~ω0 â â +

ĤHP

= ĤSP M + ĤXP M + ĤP ,

g
= − ~ â† â† ââ + b̂†+ b̂†+ b̂+ b̂+ + b̂†− b̂†− b̂− b̂− ,
2

= − 2~g b̂†− b̂†+ b̂+ b̂− + â† b̂†+ b̂+ â + â† b̂†− b̂− â ,

= − ~g b̂†− b̂†+ ââ + â† â† b̂+ b̂− ,

ĤSP M
ĤXP M
ĤP

where ω0 , ω+ , and ω− are the eigenfrequencies of
the pump, signal, and idler optical cavity modes,
respectively, â, b̂+ , and b̂− are the annihilation
operators for these modes, and g is the coupling
constant (43).
ĤSP M , ĤXP M , and ĤP stand
for the SPM, XPM and hyper-parametric processes,
respectively.
The SPM and XPM terms change
spectral properties of the system, while the hyperparametric term results in the oscillation process, in
which the signal and idler optical sidebands grow at
the expense of the pumping wave.
Using the same coupling constant g in all terms
of (50) is an approximation which is based on the
mode volume concept and on the assumption of
complete spacial overlap made while deriving (43).
A more accurate analysis requires evaluation of the
overlap integrals similar to (23) but with four WGM
eigenfunctions instead of three. The results may be
different for different processes as well as for different
modes. These overlap integrals determine the selection
rules arising for each of the third-order processes.
The orbital selection rule only arises for the hyperparametric process: 2ma = mb+ + mb− . Other
selection rules associated with the angular momentum
conservation of four photons are not as broadly used
as those arising in the three-wave mixing case from the
Clebsch-Gordan coefficients, see Eq. (31). The radial
part of these selection rules is even less studied. We
will not invoke this cumbersome analysis here and stay
with the approximation (43) throughout the rest of this
paper.
A WGM resonator supporting hyper-parametric
interactions may become unstable and begin to oscillate [378]. The WGM hyper-parametric oscillations
were first observed in liquid droplets [59] and then studied in solid state WGM resonators [379,380]. Similarly
to the case of χ(2) -based OPO discussed in section 4,
the onset of the hyper-parametric oscillations occurs
when the stimulated conversion dominates the spontaneous conversion, which requires the pump power to
exceed a certain threshold. The pump threshold of resonant hyper-parametric oscillation [378] is
PHP ≃ 0.4

ω 0 n2 V
.
cn2 Q2

(51)
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Equation (51) is derived under the assumptions that
parameters of all interacting modes are identical, and
that the pump mode is critically coupled. It is easy to
see that the threshold decreases with the quality factor
increase and mode volume decrease.
The hyper-parametric oscillations are different
from the parametric ones. The parametric oscillations
i) are based on χ(2) nonlinearity coupling three photons, and ii) involve far separated optical frequencies.
The hyper-parametric oscillations i) are based on χ(3)
nonlinearity coupling four photons, and ii) usually involve nearly-degenerate optical frequencies, although
strongly non-degenerate hyper-parametric oscillations
have been also observed [381].
Three-mode hyper-parametric process can be
observed experimentally. Suitable mode structure can
be created in a WGM resonator either by intentional
engineering of its spectrum, as discussed earlier in
sections 2 and 3, or by properly selecting the optical
pump frequency so that only three modes become
phase matched. Different mode families can be used
to achieve this type of the hyper-parametric oscillation
[381]. Unless these special measures are taken, multiple
modes of the same WGM family become phasematched leading to a multi-mode hyper-parametric
oscillation and formation of an optical comb structure.
5.4. Cascaded hyper-parametric oscillation as
frequency comb generation
Frequency combs are important in contemporary
physics.
Two-point stabilization of a frequency
comb produced in a mode-locked laser resulted in a
revolution in metrology and many other fields [382],
providing a precise link between oscillators operating in
optical and microwave frequency domains. A stabilized
frequency comb is an important part of optical clocks
[382] and of high spectral purity microwave photonic
oscillators [383]. Frequency combs are used in the
search for extraterrestrial planets [384], in optical
communications [385] and sensors [386].
In WGM resonators, frequency combs can be
generated via hyper-parametric processes. Similarly to
the degenerate SPDC discussed in section 4.6, hyperparametric conversion of a monochromatic pump may
occur simultaneously into multiple modes, forming
a frequency comb structure. Microresonator-based
optical frequency combs have rapidly become a
subject of extensive research as a simple alternative
to the conventional frequency combs produced with
femtosecond modelocked lasers [78, 100, 385, 387–
393].
It was proven experimentally [78] that
the microresonator-based combs can have excellent
uniformity as well as high repetition rate, which makes
them ideal for many practical applications.
Similarly to the simple three-mode hyper-
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parametric oscillation, generation of Kerr frequency
combs occurs above a certain power threshold. While
expression (51) for the hyper-parametric oscillation
threshold power PHP can be used as an estimate,
the actual threshold value may also depend on the
material group velocity dispersion (GVD) and thermorefractive properties, as well as on the excitation
regime [102,394]. Two different excitation regimes can
be realized. In the “soft” regime, the oscillations may
start from either the vacuum fluctuations of the field or
nonzero initial conditions, while in the “hard” regime,
the oscillations can only start from nonzero initial conditions.
Under certain conditions the lines of the generated
frequency combs are phase locked. Such frequency
combs are considered coherent. The phase of the
mutually locked comb lines depends on the phase of
the optical pump. While the relative phase stability
of the harmonics can be much higher than the pump
phase stability, it is still prone to fundamental diffusion
processes.
Generation of a Kerr frequency comb is a multimode nonlinear process that does not need an optical
amplifying medium to sustain itself. This process can
be conservative, in the sense that the same optical
power exits the resonator as enters it, for the case
of an overloaded WGMR with vanishing attenuation.
This energy conservation law does not prevent power
redistribution among the comb lines.
In some cases both hyper-parametric oscillations
that involve only a few frequency harmonics [379, 380]
and broad frequency combs [78, 79, 388] observed in
WGM resonators can be considered as generalized
hyper-parametric oscillations because the high order
harmonics smoothly grow from the lower order ones,
as described in [395]. This allows to define three stages
of Kerr comb development. At the first stage, a hyperparametric oscillation starts. At the second stage,
each oscillation harmonic forms its own, secondary,
independent oscillation. At the third stage, all the
secondary harmonics phase lock due to the XPM effect.
The locking occurs if the primary oscillation spacing is
nearly an integer multiple of the secondary oscillation
spacing. This simplified model has several deficiencies.
It does not describe the general hard excitation regime
[102] of the oscillations when the harmonics cannot be
generated from quantum fluctuations. Furthermore,
the frequency combs corresponding to optical solitons
confined in the resonators have a different growth
mechanism, in which case all harmonics are formed
simultaneously.
5.5. Mode-locked Kerr-comb generation
Observations. The major difference between the
cascaded hyper-parametric oscillation and the mode-

23

locked Kerr frequency comb generation is the natural
formation of high-contrast optical pulses within the
microresonator pumped solely with CW light, in the
latter case. The pulse generation is usually associated
with the hard excitation regime in which the pulses
[102] emerge as dynamic normal modes of the nonlinear
structure. Duration of the pulses is much shorter
than the round trip time of the cavity. In contrast,
the hyper-parametric oscillation corresponds to low
contrast pulses with duration comparable with the
round trip time [396].
Anomalous GVD is considered optimal for the
mode-locked Kerr frequency combs corresponding
to formation of bright optical solitons. The first
experimental demonstration of the mode-locked Kerr
comb in a WGM resonator was reported in [397].
The pulses with 35.2 GHz FSR and 450 kHz
loaded bandwidth were generated in a magnesium
fluoride resonator and recorded using frequencyresolved optical gating technique.
Existence of
the mode-locked (soliton) regime was independently
confirmed for magnesium fluoride [143], silicon nitride
[398] and fused silica [399] resonators. A broad, 2/3
octave, coherent frequency comb was observed in a
silicon nitride resonator [400]. The optical spectra
resembling the mode-locked regime were observed by
other groups as well [401, 402].
Normal GVD resonators can support generation of
dark solitons. This phenomenon was predicted theoretically [394,403–405] and observed experimentally [406].
Both narrow [407,408] and broad Kerr frequency combs
were demonstrated for normal GVD [404, 406]. The
stability range of the mode-locked combs in normal
GVD resonators is rather narrow [403,409]. A different
type of stable pulses can exist in this case, enabled by
irregularities of the WGM spectrum due to the modes
anti-crossing [410].
A resonator can support one or several solitons
as independent solutions of the corresponding set of
Hamilton equations. It is possible to excite a preferable
number of solitons by selecting proper initial conditions
or by dynamically manipulating the pumping light
parameters [411–413]. Each of these independent
solutions corresponds to a separate frequency comb
with no fixed phase relation to others. Multiple
solitons are not always independent.
They can
interact via e.g. Raman scattering [414] which leads
to their synchronization. In [400] two- and threesoliton combs were experimentally investigated and
coherence properties of the two-soliton combs were
demonstrated. In this case the solitons propagating
around the resonator rim are separated by exactly
180◦ .
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Theoretical Models. Kerr frequency combs generation
can be described in terms of the ODEs such as (25),
with the number of equations equal to the number of
the comb lines. This approach was proposed in [101]
considering the theoretical model of three-mode hyperparametric oscillation [378]. Numerical simulations of
the multimode Kerr frequency comb were advanced
in [100, 101, 415] and then followed by other groups
[102, 138, 397, 416–418].
Another, equivalent to the ODE [419], approach
proposed for theoretical study of the Kerr frequency
comb generation involves Lugiato-Lefever (LL) equation. The original LL equation [420] has been adapted
for the description of frequency combs. Similarly to
the ODE set, the LL equation is valid at times longer
than the ring-down time of the resonator. Solutions of
this equation have been studied, and existence of the
stationary mode-locked regimes of the Kerr frequency
comb has been confirmed [421–425]. The analyisis predicts that optical pulses can emerge from the nonlinear
microresonator pumped with CW light, without any
pulse seeding [392, 397, 419, 426, 427]. The power loss
of the pulses is compensated by their nonlinear interaction with the background within the resonator [424].
The LL equation for the optical field inside a
nonlinear resonator with constant second-order GVD
reads [419, 426]
∂2A
i
∂A
β2Σ 2 =
(52)
+
∂τ
2τ0
∂t
ig|A|2 A − [γ0c + γ0 + i(ωj0 − ω)] A + F0 ,
where A(τ, t) is the slowly varying envelope of the
electric field, τ is the slow time, t = t − z/vg is
the retarded time, vg is the group velocity, β2Σ =
(2ωj0 − ωj0+1 − ωj0−1 )(τ0 /Ω2 ) is the GVD parameter,
Ω ≃ (ωj0+1 − ωj0−1 )/2 is the FSR of the resonator. By
definition, time scale τ is much longer than the round
trip time τ0 . Eq. (52) can be used to find the time
dependent amplitude of light exiting the resonator.
The similarity between the LL and ODE approaches was shown in [392, 419]. An optimization of
the numerical algorithm makes the computation time
for the LL and ODE approaches also equivalent [418].
The possibility of the direct pulse generation in the
resonator was demonstrated by the numerical solution
of the ODE set [102]. Analytical solutions of the LL
equation describing the mode-locked Kerr comb regime
were provided in [397,427,428] and technical as well as
fundamental quantum noise associated with the repetition rate of the pulses was analyzed in [428–430].
Impact of the modes anti-crossing. The first observed
phase-locked Kerr frequency comb, obtained in an onchip fused silica cavity [78], was most likely impacted
by the mode GVD modification due to the anticrossings [138]. A similar assumption can be made
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regarding other frequency comb observations [395,431,
432]. The envelope shape of these frequency combs
is significantly different from that of a mode-locked
(soliton) frequency comb. Modes anti-crossing results
in an asymmetry of the frequency comb envelope.
It can suppress or enhance generation of comb lines
within some frequency bands. Introduction of the
avoided mode crossings seems to be important to
explain observation of the majority of Kerr frequency
combs, and a further study is needed for a complete
understanding of this process.
The first observation of the low repetition rate
Kerr frequency combs in fluorite resonators was also
based on modes crossings [388]. Initially a primary
comb emerged, and then a broad frequency comb with
irregular envelope was generated. The repetition rate
of the primary comb was determined by the interaction
between different families of the WGMs. Similar
results were obtained with another fluorite resonator
[433]. A truly mode-locked frequency comb generated
in a normal GVD resonator has a significantly different
envelope [404]. A controlled anti-crossing of modes
from two different coupled resonators [434] can be used
to adjust the repetition rate and achieve mode locking
of a WGM comb [435, 436].
Unsolved problems. There are many unsolved problems related to Kerr frequency combs. Low efficiency of
the nonlinear process involving the mode-locked Kerr
comb is one of them [437]. The efficiency, defined
as the ratio of the pump power and averaged pulse
train power, degrades with growth of the comb spectral width, and is inversely proportional to the number of comb lines. A solution has to be developed to
circumvent this restriction and to enable generation of
the spectrally broad, high power Kerr frequency combs
with a relatively low repetition rate. Other problems
include generation of a coherent octave-spanning Kerr
frequency comb, self-stabilization of the comb, generation of frequency combs in visible and ultra violet parts
of the optical spectrum (mid-IR frequency combs were
recently demonstrated [438, 439]), as well as complete
integration of the comb generator with the pump laser
on a chip. The complete understanding of the coherence properties of a Kerr frequency comb is also yet to
be achieved.
5.6. Forced frequency combs
It is possible to generate thresholdless frequency combs
using not monochromatic, but bichromatic [440] or
multi-chromatic [441] pumping light. The repetition
rate of such forced combs is determined by the
modulation frequency if the pump power is low enough.
However, if the power exceeds a certain value, the comb
becomes unstable. The major signature of this process
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is that the generated comb lines are no longer locked to
the frequencies of the pumps [442]. The forced comb
can also become chaotic.
The impact of the pump spectrum on the comb
formation was studied under different conditions [410–
412, 443, 444]. These include flat-topped dissipative
solitonic pulse generation [410] and parametric seeding
for stabilization of a conventional Kerr frequency comb
[411, 412]. The parametric seeding can be used to
improve the combs stability and achieve low frequency
and phase noise. It was also suggested that advantage
may be taken of the injection locking properties of
the Kerr frequency comb oscillator to create an optoelectronic oscillator that involves an active Kerr comb
oscillator as a part of the optical loop [445].
5.7. Frequency dependent absorption in mode locking
As we mentioned above, the mode-locked Kerr
frequency combs can be generated in a WGM resonator
with either anomalous or normal GVD. In the case of
anomalous GVD the intracavity pulses corresponding
to the combs are bright, and in the case of normal
GVD – dark. It was shown both theoretically and
experimentally [398] that this situation can change if
the resonator modes have wavelength dependent loss.
Such loss can play a role of a built-in bandpass filter
that mode locks the Kerr frequency comb.
In this experiment [398] a Si3 N4 ring resonator
with 115.6 GHz TE11 and 111.2 GHz TE21 FSRs
was used.
The group velocity dispersion of the
fundamental mode family (TE11 ) was normal, as was
verified by coherent wavelength interferometry and
numerical simulations. The Q-factors of the TE21
mode family was an order of magnitude lower than
of the fundamental TE11 mode family (1.2 × 105
versus 1.1 × 106 ). The TE21 mode family also had
a larger mode volume. Other higher-order mode
families had even lower Q-factors and larger mode
volume. Therefore, these modes did not support
efficient generation of Kerr frequency comb and also
did not couple with the fundamental modes in a
way that would sufficiently alter the GVD. Still, the
resonator produced short (74 fs) bright pulses when
pumped with CW light.
This result was explained by the presence of the
wavelength-dependent attenuation in the resonator.
The intrinsic bandpass filtering imposed by the Hbond absorption of Si3 N4 in the short wavelength
range and the increased coupling loss in the long
wavelength range served to achieve a clean and short
bright pulses in spite of the globally normal GVD
of the fundamental mode family. This is a different
mechanism of mode locking of Kerr frequency comb
compared to the conventional early experiments. A
simple analytical model confirms this conclusion [398].

25

5.8. Third harmonic generation and up-conversion
via four-wave mixing
It is more difficult to achieve phase matching for
the resonant THG than for the resonant hyperparametric process because of chromatic dispersion
of the resonator material. This dispersion usually
is not critical in a hyper-parametric process when
all the involved fields have nearly the same optical
wavelengths. However the wavelengths involved in
the THG process differ by a factor of three. The
consequent difference of the index of refraction can be
compensated by the geometrical dispersion discussed
in section 2.2, similarly to how it is done in optical
microfibers [446–452].
The pioneering WGM THG observations were
carried out in various organic and inorganic liquid
micro-droplets [25, 144–148]. Recently, efficient third
harmonic generation was demonstrated in silica micro
toroids [159], Si3 N4 micro rings [356], and in silica
micro spheres [453].
All these resonators were
pumped in a low-power CW regime at 1550-1560 nm
wavelength, producing visible (green) third harmonic.
The phase matching in WGM resonators [159, 453]
was achieved between the fundamental pump and
higher-order third harmonic modes. Because of the
small resonator size, the geometrical dispersion of
these modes was sufficient to compensate for chromatic
dispersion of the resonator material.
Observing the third harmonic emission from
evanescently-coupled resonators is not trivial. Because
of different evanescent field decay lengths, a significant
output coupling of the third harmonic wavelength
leads to strong overcoupling of the pump. This
causes a loss of conversion efficiency, which scales
as the cube of the loaded Q-factor for the pump
[159]. For this reason surface scattering was observed
instead of the waveguide output to confirm THG in
[159, 453]. Evidently, to make practical application
of the third harmonic WGM sources one needs to
solve a problem of the selective coupling, such that
allows the pump in-coupling rate to be adjusted
independently from the signal out-coupling rate. This
type of coupling based on polarization dispersion has
been demonstrated in a monolithic cavity [123]. It is
also possible to use waveguides optimized for coupling
at particular wavelengths. For example, a “pulley”
shaped waveguide bending around a short segment of
a resonator may show strongly suppressed coupling at
a desired wavelength [454].
Along with the third harmonic, series of discrete
blue-shifted emission peaks arising from four-wave
mixing of the input radiation and the stimulated
Raman-scattered radiation were reported [144, 453]. A
similar phenomenon was observed in a large, 7 mm in
diameter, crystalline MgF2 resonator [381], in addition
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to the hyper-parametric comb and stimulated Raman
scattering. In a more controlled way, up-conversion
via four wave mixing was studied by injecting two
different pump wavelengths (1553 nm and 1674 nm)
in a silica micro toroid [159]. Emission at 542 nm
was observed, which corresponds to combining a 1553
nm photon with two 1647 nm photons. A similar
experiment was perfromed in a doped high-index silica
glass microring, combining a 1558.02 nm photon with
two 1553.38 nm photons [455]. We are not aware of
any quantitative analysis of such processes in WGM
resonators, although the ODEs describing this process
in waveguides, see e.g. [456], can be relatively easily
adapted for this purpose.
An added degree of freedom makes the four-wave
mixing based up-conversion more flexible compared
to a direct third harmonic generation. One may
expect this approach to allow for efficient conversion
of quantum states from infrared to visible range, or
from visible to ultraviolet range. As a motivation
for this research, let us mention that a narrowline, tunable and efficient ultraviolet source is highly
desirable for compact and low-power spectroscopy
applications. In section 7.5 we will also see how this upconversion technique may be useful in quantum optics
applications.
5.9. χ(2) -χ(3) processes
Generation of Kerr frequency combs in microresonators
made of materials characterized with both quadratic
and cubic nonlinearity is especially interesting since
it allows observing both the second and third order
nonlinear effects in the same microcavity. In addition,
the noncentrosymmetric materials characterized with
nonzero χ(2) usually demonstrate electro-optic effect,
which enables simple electric manipulation of the Kerr
frequency combs. Generation of the Kerr combs was
demonstrated in aluminium nitride (AlN) microrings
[457–459]. However it was not achieved in crystalline
quartz [286], nor in lithium tantalate [309] resonators
for reasons yet unknown.
AlN is a wide-band semiconductor that has significant second order nonlinearity and approximately
two orders of magnitude larger thermal conductivity
than Si3 N4 . It has both strong Kerr nonlinearity and
electro-optic Pockels effect. The microring resonators
with Q-factor approaching 6 × 105 at 1.5 µm wavelength [460] allow for strong power enhancement, leading to Kerr frequency comb generation and cascaded
frequency conversions in the visible range. Three frequency comb sets in IR, red and green were simultaneously generated in an AlN microring pumped by a
single telecom IR pump laser [458]. These combs arise
from a combination of the three- and four-wave mixing
in the same resonator. High-resolution spectroscopic

study of the visible frequency lines indicates matched
free spectrum range over all the bands. Therefore, the
observed process simplifies self locking of the frequency
combs. Electro-optic switching of the frequency comb
also becomes feasible [459].
6. Other nonlinear processes
6.1. Raman and Brillouin scattering
Light scattering by various solid state excitations,
such as optical and acoustic phonons and polaritons,
leads to nonlinear-optical phenomena known as Raman
and Brillouin scattering. Usually these excitations do
not form modes with any specific spatial symmetry,
and the corresponding processes do not require phase
matching.
However they still have to conserve
energy, and furthermore can only occur for the optical
frequencies supported by the resonator.
The threshold of a resonant Raman or Brillouin
laser [461, 462] is
PR,B ≃

π 2 np ns Vp
,
Gλp λs Qp Qs

(53)

where λp = 2πc/ωp is the pump wavelength and G
is the Raman or Brillouin gain. Here the oscillation
threshold is proportional to the factor Vp /Qp Qs just
as for the hyper-parametric oscillations (51).
It
means that these three processes compete. While
PHP ≃ PR [378], the threshold of Brillouin laser is
usually much lower than the other two [462], and
only phase mismatch can make it less favorable in a
microresonator.
Spontaneous and stimulated Raman scattering in
liquid micro-droplets [55–57, 59–61] was among the
earliest nonlinear-optical WGM experiments. Raman
scattering was also observed in solid crystalline
[463–466] and amorphous [323, 461, 467–469] WGM
resonators, as well as studied theoretically [470]. The
interest in this process is stimulated by a wide range of
potential application for Raman lasers. In Table 3 we
summarize parameters and performance of such lasers
implemented in solid WGM resonators.
An important feature of WGM Raman lasers is
their high gain, which can be further enhanced by a
special coating [471–474] or by making the resonator
out of chalcogenide glass [469]. The high Raman
gain allows for a cascaded scattering, when the lowerorder Stokes signal serves as a pump for the higherorder process. In [467] such cascaded Raman lasing
up to the fifth order was demonstrated in a fused
silica microsphere. It was also demonstrated in a large
fluorite resonator [463], where a record threshold as low
as 1 µW was reported. The cascaded Raman scattering
was furthermore shown to form a mode-locked optical
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Ref.
[463]
[464]
[465]
[466]
[461]
[467]
[323]
[468]
[469]
[471]
[472]
[473]
[474]

λp → λR nm
1064→1102
1320→1378
1064→1102
1532→1610
1555→1670
976→1021
1550→1660
1550→1660
1550→1636
485→535
685→850
765→796
1561→1679

Media
fluorite
fluorite
fluorite
fluorite
silica
silica
silica
silica
As2 S3
J-aggr.
PDMS
silica:Ti
TEOS

Pth µW
1
1600
78
300
62
56
62
74
13

ηm %
24
65
50
35
6.5
45
45
10.7

1300
52.6
640

Table 3. Summary of reported Raman WGM lasers: pump
and Stokes wavelengths in nanometers, Raman-gain media,
threshold power Pth in µW, and maximum observed pump power
conversion ηm . In cases when multiple Raman lines are observed,
the strongest conversion is shown.

comb [466]. Cascaded hyper -Raman conversion was
demonstrated in a lithium niobate resonator [475].
This is a higher-order process when instead of one,
two pump photons are absorbed to generate a (higherfrequency) Stokes photon and to excite a phonon.
Distinctly from Raman scattering, generalized
Brillouin scattering involves acoustic phonons that typically have lower frequencies and narrower bandwidths,
but larger wave numbers than the optical photons or
polaritons. Brillouin interactions are responsible for
one of the strongest known optical nolinearities. However they are difficult to observe in microresonators
whose large FSRs are incompatible with small frequency shifts arising from Brillouin scattering. In other
words, it is difficult to find a pair of modes with close
enough frequencies and yet vastly different local wave
number (i.e., different effective index of refraction). In
WGM resonators, two solutions to this problem are
possible: i) backward scattering, or ii) forward scattering into a different mode family, e.g. accompanied by
a large change of the radial mode number q.
Both these approaches have been explored. In
Table 4 we summarize the key parameters for backward
[462, 476, 477] and forward [478–480] scattering
experiments in resonators ranging from approximately
100 µm [476, 479, 480] to 5-6 mm [462, 477] in
diameter.
Many of these experiments also show
cascaded Brillouin scattering.
The backward Brillouin scattering reported in
[462, 476, 477] relies on bulk acoustic phonons.
In contrast, the forward scattering relies on a
surface acoustic wave which may form its own
high-Q WGM [482–485].
In this respect the
forward Brillouin scattering is closely related to optomechanical processes. Its phase matching conditions

Ref.
[114]
[462]
[476]
[477]
[478]
[479]
[480]
[481]

Material
silica
fluorite
silica
silica
BaF2
silica
silica
silica

fB , GHz
10.8
9-20
10-11
21.7
8.2
0.06-1.4
0.04

∆fB , kHz

700
0.01-0.2
27
0.58
4
0.1-3.3

Pth , µW
50
3
26
7000
22.5
100

Table 4. Summary of reported Brillouin WGM lasers: resonator
material, Brillouin frequency shift fB , linewidth ∆fB , and pump
threshold power Pth . The linewidth in [477] is reduced by a
feedback loop; in [478] it is measured at -20 dB level.

are similar to (31).
The relatively low frequency of the surface
acoustic waves allows to observe Brillouin scattering on
the wing of the optical pump WGM line. Alternatively
and more efficiently, an “overmoded” resonator may
be used [478]. Such resonators have very high spectral
density of modes and can potentially function as highQ white-light resonators [486], capable of supporting
optical fields at practically any wavelength.
Brillouin scattering enables very narrow-line and
low-noise, low-threshold lasers [481], which explains a
rapidly growing interest in studying this process in
high-Q WGM resonators. These studies also lead to
an exciting and very active topic of optomechanics.
Perhaps the most remarkable aspect of this topic is
the possibility to optically cool a mechanical oscillator
to the quantum ground state [487, 488]. Finally, let
us note that Brillouin scattering of light may occur
not only on phonons but also on other solid-state
excitations, such as magnons that can form their own
WGMs [313, 315, 316].
6.2. Thermal nonlinearity
The thermo-optical frequency shift is a fundamental
property of WGM resonators, important in many
applications [97, 489–491]. As we mentioned in section
3.2, this property originates from the increase of the
resonator temperature due to absorption of the light
confined in a resonator mode. The frequency shift
results from thermorefraction and thermal expansion
of the resonator as described by Eq. (15). For a
resonator with Q = 1010 , one degree temperature
change usually leads to the frequency shift exceeding
the WGM resonance bandwidth by as much as five
orders of magnitude [97]. Given extremely small modal
volume, even a small absorbed optical energy may be
sufficient to “heat the WGM out of resonance”. This
effect is clearly nonlinear with respect to the optical
power, and may be compared to SPM. An important
distinction, however, is that unlike Kerr nonlinearity,
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thermal nonlinearity is very slow on the optical time
scale. Also note that this effect is solely due to heating
of the mode volume by the optical power absorbed in
the material; scattering does not lead to the thermooptical effect.
In the simplest approximation the evolution of a
single-mode thermo-optical system can be described by
a pair of equations [491]
Ė + E [γ + i (ω + δ)] = F (t),

δ̇ + Γδ = Γξ|E|2 , (54)

where E is the complex amplitude of the field confined
in the resonator mode, γ is the mode bandwidth,
ω = 2πν is the unperturbed mode frequency, δ is the
thermal frequency shift, F (t) stands for the external
pump, Γ characterizes the thermal relaxation rate, and
ξ is the thermal nonlinearity coefficient.
Equations (54) describe a variety of interesting
behaviors. An immediate and most direct manifestation of the thermo-optical effect is the non-Lorentzian
asymmetric line shape of WGM resonances such as
shown in Fig. 11. Here the frequency of a strong probe
laser is slowly scanned through a WGM resonance in
two directions. The observed line shape depends on the
input optical power and the sweep speed, but most dramatically on the laser frequency sweep direction [491].
For a sufficiently high laser power, thermo-optical line
distortion leads to bistability and hysteresis [127, 378].
Both these phenomena are clearly present in Fig. 11.
The speed of the probe laser sweep is important
because a fast sweep does not lead to a significant
heating of the resonator mode [492,493]. If furthermore
the scan period is much longer than the thermo-optical
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Figure 11. A typical signature of the thermo-optical effect is
the line shape dependence on the direction of the probe laser
frequency sweep. In this case a 120 mW pump was swept across
a WGM resonance of an R = 4 mm, Q = 109 magnesium fluoride
resonator in 34 ms in directions indicated by the arrows. This
measurement was performed as a part of experiment [211] but
not previously reported.
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time constant Γ−1 (which is typically of the order of a
millisecond), the mode volume can efficiently exchange
heat with the bulk of the resonator. Therefore to
ensure that the true shape of the resonance is observed,
it is important to reduce the input power and sweep the
laser frequency fast enough and with low duty cycle to
minimize the pulling effect of the thermal nonlinearity.
Besides the bistability, numerical modeling of
the systems described by equations (54) predicts
the oscillatory instability [491]. This instability is
commonly observed in high-Q resonators, see e.g.
[97, 491], where it competes with soliton formation.
Even in Fig. 11 we see a trace of this effect which
appears as the noise ripples on the most gradual slope
of the resonance curve. To minimize the thermo-optical
effect one needs to reduce the absorption of light in
the resonator or to adjust its temperature [494]. On
the other hand, it is possible to find a regime when
the interplay between the thermorefractive and Kerr
effects leads to very strong thermo-optical relaxation
oscillations [495].
The thermo-optical effects enable the thermooptical locking of a WGM frequency to the pump
laser frequency [490, 494]. This technique is used
in cavity opto-mechanics, resonant nonlinear optics
and microresonator lasers, thermo-optical cooling
experiments, resonant optical sensors, and many other
applications and systems. It relies on the frequency
self-tuning of the resonator pumped with a CW
light. Let us consider the normal thermo-optical effect
corresponding to the decrease of the resonator mode
frequency with the resonator temperature increase,
and assume that the laser frequency is initially set
at the blue slope of the WGM resonance, see Fig. 11.
The WGM frequency may slowly drift due to ambient
temperature variations or other reasons. A blue drift
would shift the mode towards the laser. Coupling,
circulating power, and the consequent mode volume
heating would increase, and the rising temperature will
tune the mode frequency back to the red. Likewise,
a red drift of the WGM frequency will cause the
compensating blue tuning due to the temperature
decrease. In this way the mode frequency can be locked
to the frequency of the laser, and the temperature of
the resonator can be stabilized. It is worth noting, that
this locking strategy depends on the power stability of
the laser. The locking point changes with the pump
power.
There are numerous studies devoted to the
thermo-optical effect. For some applications it would
be desirable to reduce this effect. This can be achieved
by dynamically varying the optical power during
the sweep [496], or by using composite resonators.
By precisely controlling the optical field overlap
with the polymer film coating a silica resonator,
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an environmentally stable devices were demonstrated
whose resonant frequencies were independent of the
input power [497, 498]. Various polimer coatings
reducing or enhancing the thermo-optical effect as
well as the Kerr SPM effect were studied in [499].
Interplay between the negative thermo-optical effect,
thermal expansion, and the Kerr effect may result
in stable thermo-optomechanical oscillations, as was
demonstrated with high-Q ZBLAN WGM resonators
[500].
6.3. Photorefraction
The term “photorefraction” describes the change of
the refractive index resulting from light-mediated
redistribution of charges within some optical materials.
There are multiple mechanisms of photorefractivity.
In the most common one, absorption of a photon
excites an electron from a donor site to the conduction
band. The electron diffuses from the region of high
light intensity to the regions of low light intensity and
becomes trapped at an ionized deep donor site. Each
photo-electron leaves behind a positive ionic charge.
Therefore a nonuniform space charge is created when
the electron is trapped at a different site. This space
charge generates a position-dependent electric field
that changes the refractive index of the material via
the electro-optic effect. The maximum photorefractive
change of the extraordinary refractive index of the
material (for instance, lithium niobate) arising from
this mechanism is determined by the diffusion field
ED [219]:
1
∆ne = − n3e r33 ED .
(55)
2
Here the electric field ED is linearly proportional to the
light intensity at the beginning of the exposure. The
saturated value of ED also depends on the intensity,
but this dependence is not necessarily linear [501].
The maximum value of ED is limited by the domain
flipping.
Similarly to the SPM and thermal nonlinearity,
photorefraction is a nonlinear optical phenomenon
leading to the refractive index change in response to
the optical field. However while the thermorefractive
response is much slower than Kerr response, the
photorefractive response is much slower than the
thermorefractive response and also can be saturated.
The magnitude of photorefractivity depends on
the energy of photons that induce the charge
redistribution, one one hand, and on the dark current
that reverces this process, on the other.
The
dark curent depends on the temperature, crystal
composition, and other factors. Photorefractivity of
lithium niobate, quite strong in the UV and visible
parts of the spectrum, diminishes in the infrared and
far infrared. High sensitivity of WGM spectra allows
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for measuring this effect with low-power infrared light.
Photorefractivity was observed with a continuous wave
780 nm and 1550 nm light in WGM resonators
made from lithium niobate (including the MgO-doped
samples) as well as lithium tantalate [231–233]. WGM
resonators allowed to discover that not only light,
but also low-power radio-frequency electromagnetic
radiation can result in a significant modification of the
refractive index of strontium barium niobate (SBN),
one of widely used photorefractive materials [502]. The
effects observed in SBN cannot be explained using
existing theories of photorefractivity in bulk material.
The photorefractive changes observed in WGM
resonators share the common features of other
photorefractive experiments: i) the observed optical
modification of the WGM spectrum does not disappear
if the light is switched off; ii) the changes can be
removed by illuminating the resonators with UV light;
iii) the time scale of the observed effect is in the
range of hours; and iv) the observed effects are more
pronounced for shorter wavelengths of light but are
present in the near infrared as well. Because of
their high sensitivity, WGM experiments provide more
insight into the long wavelength properties of the
impurities of the photorefractive crystals than those
with bulk samples. These observations support the
point of view that the photorefractivity does not
have a distinct red boundary in wavelength. This
understanding is important for various applications of
lithium niobate resonators, and it points at a possible
source of “aging” of the telecom devices that use
lithium niobate elements.
7. From nonlinear to quantum optics
7.1. General prerequisites for efficient quantum optics
processes
Nonlinear optics is a cornerstone in the generation
and manipulation of quantum states of light. The
generation and processing of non-classical states such
as single-photon states, squeezed states or entangled
states requires efficient nonlinear interactions [503,
504]. Both second- and third-order nonlinear processes
have been used to generate non-classical light in WGM
or ring resonators and will be discussed below. The
requirements on these processes are more stringent
than in the classical applications because quantum
states are very fragile.
There are three main
concerns that make the generation of non-classical
light particularly demanding: loss, unwanted nonlinear
processes, and addition of noise.
Loss destroys the fragile quantum states. In the
case of continuous-variable squeezed and entangled
states it will lead to a convolution of their Wigner
functions with that of a vacuum state.
Hence
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the quantum correlations will be reduced or lost.
In discrete-variables measurements, loss will reduce
counting and coincidence rates. As we have mentioned
in section 1.1, strong optical nonlinearity is often
accompanied by a considerable loss. When designing
an efficient source for quantum states one has to take
special care of the balance between high nonlinearity
and loss involved.
Unwanted nonlinear processes are another source
of degradation of quantum states. These processes
include stimulated Raman and Brillouin scattering,
photorefractive effects and nonlinear processes of a
different order. Second-order nonlinear interactions are
much stronger than the third-order ones, and hence are
more immune to such parasitic processes.
Even when all of the above concerns are resolved,
the system can still suffer from spontaneous scattering
or from fluorescence. Spontaneous scattering (Raman,
Brillouin, and Rayleigh) can lead to additional
noise that masks the features of the generated
quantum states. Depending on the pump wavelength,
fluorescence can also have an essential impact.
Therefore the resonator materials and the optical
wavelengths have to be chosen carefully. In very
small resonators thermorefractive noise can also have
a considerable impact [505].
Let us first discuss the sources of non-classical
light that use second-order nonlinear processes. The
interaction part of the Hamiltonian for three-wave
mixing (21) can lead to the variety of nonlinear
processes introduced in section 4. All these classical
processes can be used to generate or process quantum
states.
The most widely used process in quantum optics
is SPDC. In terms of quantum optics this process can
be interpreted as a pump photon annihilation and two
photons in the signal and idler modes creation. A
more detailed study shows that these signal and idler
beams are entangled in their field variables (i.e. are
in a continuous-variable entangled state), which leads
to correlations in photon number measurements and
phase-sensitive measurements performed in the signal
and idler beams. The dynamical behavior of SPDC
depends on the pump power. In resonators SPDC may
lead to the OPO regime if the pump power exceeds the
threshold (39). Depending on the operation regime,
different quantum states can be generated. Very low
pump power leads to the regime of cavity assisted
spontaneous parametric down conversion [506]. As a
good approximation, such a system may be regarded as
emitting photon pairs. The efficiency and bandwidth
of this process are modified by the resonator. At
higher pump power the generation of multiple photon
pairs has to be considered [507]. Further increasing
the pump power to just below the threshold is widely
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used to generate the squeezed vacuum beams [504,508].
Above the threshold, the resulting OPO is known to
emit bright beams which are intensity-correlated (twin
beams) [509].
In addition to varying the pump power, there
is a possibility to seed the system with light from
an external source, leading to an optical parametric
amplification. This approach has been used to generate
squeezed states in conventional resonators as well as
in bulk crystals. Second harmonic generation is also
known to generate squeezed states of light, both in
the up-converted [510–512] and the pump frequency
[513, 514]. Not all of the above mentioned possibilites
have been tested with microresonators yet, although
the trend of recent years shows that such applications
may become common.
Third-order nonlinear processes can also generate
non-classical states of the optical field.
These
processes are described by the interaction part of the
Hamiltonian (50). Note that with a classical pump
field the hyper-parametric conversion term of this
Hamiltonian is effectively reduced to the three-wave
mixing discussed above, leading to similar ODEs and
similar quantum states that can be generated. For this
reason in quantum optics papers the parametric and
hyper-parametric processes are sometimes intermixed,
disregarding the difference in the underlying optical
nonlinearity.
Although the third-order processes are weaker
than the second-order processes, they have some important advantages. They can be realized in amorphous materials and materials that are compatible with
nano-manufacturing. They also do not usually lead to
a very large wavelength difference between the pump
and the non-classical light, which is typical in the
second-order processes. On the downside, in most of
the quantum experiments involving third-order nonlinearities, scattering and parasitic nonlinear processes
can have a severe impact on the purity of the states.
Usually one has to carefully design the experimental
parameters to minimize the detrimental contribution
of these effects.
In the following we will investigate different
experiments where microresonators and micro-rings
have been used to generate or process non-classical
states of light.
7.2. Second-order processes above threshold: squeezing
One of the earliest experiments on producing quantumcorrelated beams of light used an optical parametric
oscillator operating above the threshold [509]. The
generated in this experiment beams of light were bright
and quantum-correlated in intensity. The latter means
that the intensity fluctuations of these two beams are
correlated stronger than could be achieved by any
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classical modulation of coherent states originating from
a laser.
As intensity correlations can be easily measured,
this is a good test for the generation of quantum
states through a three-wave mixing process. With this
technique the first generation of squeezed light inside a
nonlinear crystalline whispering gallery resonator was
demonstrated [108].
The experiment [108] employed a lithium niobate
WGMR that was pumped at 532 nm and operated
as a non-degenerate OPO above the threshold. The
Type I phase matching was controlled via temperature
and voltage tuning as described in sections 3.2 and
3.3. The signal, idler and pump wavelengths were
separated, and signal and idler beams were coupled
into fast photodetectors. Their photo currents were
subtracted and added, and the resulting noise power
was measured at a suitable sideband frequency with
an electronic spectrum analyzer. A reduction of the
difference photo current below the shot noise level was
observed, see Fig. 12.
The two-mode photon-number squeezing, such as
measured in the experiment [108], does not depend
on the pump power. The interaction Hamiltonian
(21) always induces correlation between signal and
idler photon numbers by generating them strictly in
pairs. Other parameters however do significantly alter
the measured squeezing. Since the conversion only
occurs to the light inside the resonance bandwidth, the
squeezing depends on the ratio between measurement
sideband frequency and this bandwidth.
Best
squeezing is achieved at low frequencies that are well
inside the total resonator linewidth. The observed
squeezing also depends on the ratio between the
parametric light out-coupling rate and total resonator
linewidth, that is, on the role of dissipative loss inside

Figure 12. Measurement of twin-beam intensity correlations.
The sum and difference of the intensity noise of the signal and
idler beams of a WGM OPO are plotted vs. the pump detuning
from the WGM resonance. The difference noise falls below
the shot noise level (SNL), proving the quantum correlations.
Reprinted from [108].
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the resonator relative to the out-coupling. Therefore
one should try to employ high-Q resonators where the
coupling rate can easily dominate the internal loss rate,
i.e., the resonator can be strongly over-coupled. As we
will see later, this optimization is also beneficial for
generation of other quantum states.
A very low pump power threshold of the WGM
OPOs helped to directly investigate the phenomena
that previously were outside the experimental capabilities. It had been known that far above the pump
threshold, in addition to the quantum correlations in
intensity of the twin beams, each signal and idler beam
is also amplitude squeezed [343,510,515]. However this
phenomenon eluded a direct observation with conventional OPOs because the combination of the required
high pump power and accessible linewidths caused relaxation oscillations [516–518] hiding the effect. The
OPO inside the WGMR made it possible to measure
this behavior directly [108].
7.3. Second-order processes below threshold: photon
pairs generation
OPO pumped below the threshold can be used
to generate photon pairs.
More accurately, the
generated quantum state can be described, to a
good approximation, as a superposition of vacuum
states and a pair of single photons in the signal
and idler beams. This cavity-assisted [506] SPDC is
a very efficient tool in optical quantum information
processing. The consequences of enhancing SPDC
with a cavity are manifold. One is that the required
pump power is dramatically reduced, especially within
the triply-resonant WGM systems. In the experiment
[112] the required pump power was in the range of
100 nW. Furthermore, the bandwidths of the generated
photon pairs are governed by the bandwidths of their
respective WGMs. In the case of lithium niobate
WGM resonators this may range from a few to a
few hundred MHz in the visible and near-infrared
wavelength range. Such bandwidths together with
the continuous wavelength tuning capability allow for
efficient coupling of SPDC photon pairs to various
atomic transitions. This coupling was used to perform
single-photon time-resolved spectroscopy of cesium D1
transition, allowing to directly probe the selected
transition lifetime [228]. Fig. 13 shows how the
two-photon correlation function of the parametric
light emitted from the resonator is transformed
by the atomic re-emission process, which includes
approximately a 10 ns peak delay and asymmetric
broadening of the correlation function. The solid line
is a theoretical model describing the resonator ringdown for panel (a) and its convolution with the atomic
ring-down for panel (b).
Photon pair sources can also be used as
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Another important benefit of using a WGM
resonator as a photon pair source is the tunability
of its central wavelength and bandwidth. Continuous
tuning of these parameters was demonstrated and its
significance was discussed in [112, 228].
7.4. Third-order processes for generation of
non-classical light

Figure 13. A two-photon correlation function of the SPDC light
emitted from a WGM resonator (a) is modified by re-emission
from an atomic transition (b). The new correlation function
is fit to a model combining both the resonator and the atomic
transition ring-down times. Reprinted from [228].

heralded single photon sources with e.g. detection
of an idler photon heralding the arrival of a
signal photon [112].
Photon heralding is a key
to many quantum information protocols based on
conditional measurements, in particular in linear
quantum computing. Flexibility in the signal and idler
wavelengths available with the WGM approach can be
leveraged to optimize the quantum efficiency of the
heralding detection.
The resonator defines the electromagnetic modes
in which signal and idler are generated. It has been
found that the phase matching conditions discussed
earlier in section 4 can be selective enough to constrain
the photon pair source to strictly a single pair of modes
for the signal and idler [366]. Single-mode operation
is important in quantum information processing when
photon pairs from different sources have to interfere,
or when the mode-selective measurements such as
homodyne detection are required. Furthermore, as we
have mentioned in section 4.6, near degeneracy the
parametric down conversion in the WGM resonators
leads to a comb structure of pair-wise quantumcorrelated signal and idler modes. Such combs may
be used for creating multipartite entangled states,
similarly to Fabry-Perot or bow-tie resonators [519,
520]. Multipartite entanglement is a resource highly
desired in many quantum information applications, e.g.
in linear quantum computing.

The χ(3) hyperparametric processes have been widely
used for generation of squeezed light and correlated
photon pairs in nonlinear optical fibers, see e.g. the
recent review [521] and references therein. With this
process one can generate photon pairs in the materials
compatible with on-chip integration techniques. This
provides an opportunity to use microfabricated high-Q
resonators that can be easily overcoupled to achieve a
large heralding efficiency of single photons.
Recently there has been a number of experimental
demonstrations of photon pairs generated via four
wave mixing in silicon on-chip fabricated microring
and microdisk resonators [522–530]. All these devices
operate in the telecom wavelength range and required
very low (sub- to ten milliwatts) pump power,
providing high pair-production rate within a narrow
linewidth. In [526, 527] time-energy entanglement
of the generated photon pairs was demonstrated by
violating Bell’s inequality, and in [528] time-energy and
polarization hyper-entanglement was achieved, also
verified by Bell’s inequality violation.
Two-mode squeezing among multiple pairs of
modes was demonstrated in a microfabricated Si3 N4
ring [531]. In this experiment the resonator FSR
was large enough to select a single pair of squeezed
modes by spectral filtering. These modes were found
to be squeezed at the level of 1.7 dB, or 5 dB when
corrected for losses. Broadband quadrature squeezing
based on SPM in the same kind of resonator has been
theoretically predicted [532].
All on-chip devices described in this section are
integrated with the coupling waveguides using on-chip
processing technology. The efficiency of the overall onchip device is tied to technological progress in surface
smoothness and overall loss in the photonic guidance.
7.5. Quantum-coherent frequency converters
Converting a quantum state of an optical mode from
one frequency to another is an important problem in
quantum information processing and communications.
This problem usually arises when the optical frequency
of a quantum processing node (e.g., a trapped atom,
ion, color center or an opto-mechanical system),
defined by the system’s physical nature, is poorly
compatible with the communication or distribution
channel, e.g. an optical fiber, quantum light source, or
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a high-efficiency and low-noise detector. To overcome
these problems, SFG was proposed [352] and realized
for frequency-conversion of squeezed states [533] and
single photons [534, 535] in PPLN waveguides. With
strong enough pump, the conversion efficiency was
shown to reach 46% in an open wave guide [535], and
over 90% in a cavity [534]. Non-degenerate four-wave
mixing in a photonic cystal fiber used for a similar
purpose has reached 29% single-photon conversion
efficiency [536]. This process involves two classical
pump fields at two different frequencies. Annihilating
a photon at one frequency while generating one at
the other shifts a signal photon frequency by the
difference of the pump frequencies. Such conversion
was also demonstrated in an on-chip Si3 N4 microring
(R = 40 µm), in which case the conversion efficiency
reached over 60% [454].
A practical quantum-coherent frequency converter
needs to have nearly unity efficiency, and also be free
of spontaneous conversion processes and of other noise
and decoherence mechanisms. The unity efficiency
requirement is very difficult to achieve in nonlinear
optics with weak fields. On the other hand, using
a high-power optical pump as in the experiments
mentioned earlier may lead to excessive noise. In this
situation, the extremely strong enhancement of the
nonlinear processes rate and prolonged interaction time
offered by WGM resonators may provide a solution.
For example, the four-wave mixing up-conversion
approach has been suggested [537] and demonstrated
[454]. The second-order SFG [320,354] can also be used
for this purpose.
A special case of quantum-coherent frequency
conversion is up-conversion of microwave photons into
optical domain.
This case is important because
many quantum systems proposed for quantum-logic
implementation operate at such frequencies [538, 539].
It is also important for sub-mm wave astronomy [540],
where individual microwave photons detection may be
desirable. Performing such detection efficiently and
with low noise is very difficult due to low photon
energy, while it presents a much lesser problem in
the optical domain. A microwave-to-optics coherent
converter can be realized as a unity-efficient, antiStokes singe sideband electro-optical modulator, such
as we discussed in section 4.1.
7.6. Direct coupling of WGM light with quantum
systems
WGM resonators can facilitate strong interaction of
their optical fields with quantum systems such as
quantum dots, atoms, color centers, or condensed
matter exitations such as phonons or plasmons. The
enhancement factor of spontaneous emission rate of a

dipole interacting with a resonator mode is [541]
Fp =

3 Qλ3
,
4π 2 Vp n3

(56)

where the mode volume Vp is defined slightly differently
from the previously defined V :
R 2
n (~r)|E(~r)|2 dV
Vp = V
.
(57)
max[n2 (~r)|E(~r)|2 ]
In (57) n(~r) is the spatial distribution of the refractive
index, and |E(~r)| is the electric field amplitude.
Eq. (56) shows that the spontaneous emission
rate can be enhanced by factor proportional to Q/Vp .
The enhancement scales linearly with Q because only
one mode of a linear optical resonator is used. It is
worth noting, though, that enhancement of stimulated
Rayleigh scattering scales as Q2 /Vp , even though this
scattering is linear in the sense that it does not depend
on the power of the scattered wave [203].
In order to reach the strong coupling regime,
both high quality factor and small mode volume are
required at the same time, see (56), which means a
high finesse. WGMs fulfill both requirements allowing
for demonstration of strong coupling of the light field to
various quantum systems. Optimization of resonator
parameters for cavity QED applications is discussed in
more detail in e.g. [322, 542]. Theoretical analyis and
experimental investigations have been performed with
WGM coupled to atoms [543–550], molecules [551],
quantum dots [67,552–554] and nitrogen vacancy (NV)
centers in diamonds [68, 541, 555–558].
Alkali atoms were the first quantum systems
coupled with the evanescent field of WGM resonators.
In 1994, Mabuchi and Kimble proposed a scheme for
trapping atoms in the evanescent field of a microsphere
using dipole forces of two WGMs blue- and red-detuned
from an atomic transition [543]. Conveniently, the
wavelength scaling of the evanescent fields in this
case creates a repulsive potential near the resonator
boundary and an attractive potential farther out. Best
to our knowledge, this kind of atom trapping near
WGM resonators has not been realized yet. But
four years later the same group at Caltech realized
a simpler experiment, demonstrating velocity-selective
interactions between WGM field of a fused silica
microsphere (Q = 5 × 107 , V = 10−8 cm3 ) and
cesium atomic vapor [544]. More recently the Caltech
group repeated this experiment with a microtoroidal
resonators and cold cesium atoms that were released
from a magneto-optical trap to fall on the chip
supporting the microtoroids [545]. A strong coupling
regime between an individual atom and the WGM field
was reached in this experiment.
A similar technique was later used with cold
rubidium atoms and a bottle WGM resonator by
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Junge et al. [548]. In this experiment the focus
was made on the study of polarization properties of
the evanescent WGM field. Such fields can have
a strong longitudinal polarization component, which
fundamentally affects the interaction between light and
atoms. This component was detected, and its effects
studied by coupling the TE and TM WGM modes
to different Zeeman levels of the F = 3 → F ′ = 4
transition in rubidium.
Coupling a single atom to a microtoroidal
resonator, Dayan et al. [546, 547] have converted
Poissonian laser light to single-photon state manifested
by strongly sub-Poissonian statistics, thereby realizing
a photon turnstile device. Later a similar device using
an optical microsphere coupled with a single rubidium
atom was shown to function as an all-optical switch,
almost reaching the single-photon switching limit [549].
Specifically, a transition from the highly reflective (R
= 65%) to the highly transmitting (T = 90%) state
was achieved with an average of approximately 1.5
(3 with the linear losses included) control photons
per switching event. A variation of this technique
has allowed for deterministic single-photon subtraction
from an optical pulse [550]. Remarkably, this photon
is not absorbed but re-routed into a different optical
channel and can be used e.g. for heralding of the
modified pulse arrival.
Fluorescence of a single organic molecule attached
to a WGM microsphere and excited by its near field
was directly imaged in [551]. This experiment required
cryogenic temperatures to suppress inhomogeneous
broadening of the molecular spectrum.
Similar
coupling of a single GaAs [553] or InAs [552, 554]
quantum dots also required low temperatures, and has
lead to the strong coupling regime. This approach
has enabled a pulsed single-photon source with
strongly suppressed high photon number amplitudes,
characterized by the Glauber correlation function
reaching as low as g (2) (0) = 0.16 [559].
In contrast with molecules and quantum dots,
NV centers in diamond provide the most stable
quantum emitters at room temperature. Most of
the experiments coupling NV centers to WGM and
similar resonators aimed at the increase of the
emission rate due to Purcell factor (56) and achieving
discrete emission spectra. Quantum properties of
this emission have been demonstrated as well. For
example in [555] emission from a single NV center
in a diamond nanocrystal was coupled to a tiny
(4.84 µm in diameter) polystyrene microspherical
WGM resonator. The non-classical character of the
single quantum emitter light was verified by Glauber
correlation function measurement g (2) (0) < 0.5, and
the coupling to the WGMs by a discrete spectrum of
the emission. Coupling NV centers to WGM resonators
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has been proposed for quantum information transfer
[557], decoherence-free quantum gate implementation
[558], and generating W-states [560].
7.7. Quantum Zeno effect.
The Quantum Zeno effect [561] arises when frequent
state projections, usually realized as a series of
measurements, inhibit continuous evolution of a
quantum system. To understand this effect it is
instructive to consider the following example from
classical optics. A series of half-wave plates inserted
in an optical beam can be aligned so as to rotate the
beam polarization each by a small angle, adding up to
a large angle. If however each plate is followed by a
polarizer set to transmit the original polarization and
to absorb the other, the final polarization obviously
will not change. Moreover, in the limit of very small
rotation angle steps, the total optical loss in this system
will asymptotically vanish.
Quantum Zeno effect leads to a very interesting
concept of interaction-free manipulation of a system’s
evolution. This means that e.g. a photon can be
affected not by a measurement (which would annihilate
it), but by a possibility of the measurement. From the
practical perspective, this approach may be useful for
manipulating fragile quantum states, e.g. in quantum
logic implementations [563–565]. Such applications
have been proposed based on electromagnetically
induced transparency of WGM resonator’s evanescent
field in surrounding atomic vapor [566], or its twophoton absorption [562], see Fig. 14.
Either of
these processes can be regarded as a “measurement”
sensitive to the number of photons in the optical
mode. Even though there is no observer present to gain
knowledge from such a “measurement”, it still enables

Figure 14. A Si3 N4 microdisk used in the all-optical switch
based on two-photon absorption in surrounding rubidium vapor.
Reprinted from [562].
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quantum Zeno effect.
Not only a dissipative, but also a reversible
Hermitian process can, under certain conditions,
serve as a “measurement” in quantum Zeno effect.
Difference- and sum-frequency generation have been
considered for this purpose [338, 339, 354]. In this
context the term “Quantum Zeno Blockade” (QZB)
is frequently used, implying that the presence of a
control photon in a cavity prevents, via strong photonphoton interaction, the signal photon from entering the
cavity. The exact mechanism of the QZB depends on
the modal structure and decay time of the mediating
(difference- or sum-frequency) field. It can range
from incoherent to fully coherent QZB [338, 565]. A
simplistic explanation of the incoherent QZB is the
cross-phase modulation of the signal photon by the
control photon. When this phase is shifted by π,
interference of the amplitudes for the signal photon
reflecting from the cavity and exiting it becomes
constructive instead of destructive, and switching
between the “drop” and the “through” ports (see
Fig. 14) occurs. The coherent QZB, on the other hand,
can be explained in terms of Autler-Townes splitting
[339] which leads to equivalent switching operation.
A QZB single-photon switch is the quantum limit
of the earlier mentioned all-optical switch. It requires,
in the SFG-based version, that even a single photon
should saturates the SFG process yielding near-zero
SFG conversion efficiency, i.e. operates on the farright side of Fig. 9. Furthermore, operation of the
single-photon optical switch depends on deterministic
coupling of a single photon into a resonator, which
requires special pulse shaping [338].
The single-photon optical switches have not yet
been demonstrated. In the next section we will discuss
their feasibility with the best available resonators. Let
us point out here that the onset of Zeno blockade-like
behavior can be observed in the all-optical switches
operating in the low-power but still classical regime. In
the WGM SFG-based switch [354], counter intuitively,
the SFG emission decreases for higher control power,
which means that the switching loss for the signal beam
is reduced. Let us also recall the pump resonance
distortion observed in efficient SHG [318], SPDC [319,
567] and SFG processes [320] which may be due to a
similar effect of self-decoupling the resonator from the
pump (possibly aided by formation of a comb in the
case of SHG), see Fig. 15.
Quantum Zeno blockade can not only facilitate
the quantum gates functionality, but also modify the
statistics of a mode occupancy by photons. In [568]
antibunched emission of photon pairs is predicted to
occur via spontaneous hyper-parametric conversion
in a microcavity coupled to rubidium vapor. Here
the emission of multiple pairs will be suppressed due

Transmitted pump power ( W)
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100
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Figure 15. Distortion of the transmitted pump and emitted SH
(a) and SPDC (b) resonances indicates the presence a dynamical
processes effectively decoupling the pump from the resonator
and impeding the conversion efficiency. Plot (a) is reprinted
from [318], plot (b) shows previously unreported result of the
experiment described in [319].

to the strong two-photon absorption in the vapor.
Similarly, antibunched pairs can be expected to emerge
from an SPDC process when the signal or idler is
simultaneously phase matched for the SHG [160].
7.8. Feasibility of strong coupling in the single-photon
limit and of quantum logic with photons
In the idealized case of just two WGMs coupled by the
SHG process in a lossless resonator, the first nontrivial
solution of the Schrödinger equation generated by
Hamiltonian (21) is
|Ψi = A(t)|2ip |0is + B(t)|0ip |1is ,

(58)

where the indices p and s stand for the pump
and second harmonic, respectively. The quantummechanical amplitudes A and B oscillate as
√
√
A(t) = sin( 2gt + φ), B(t) = cos( 2gt + φ), (59)
and the phase φ is determined by the initial conditions.
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The meaning of this solution is that starting
at some point of time with a photon pair at the
fundamental pump frequency (|A|2 = 1, B = 0), we
expect this pair to up-convert to a single photon at
double frequency
with certainty (A = 0, |B|2 = 1) after
√
∆t = π/(2 2g), then return to the initial state after
2∆t, and so on ad infinitum.
In a resonator with a finite decay rate γ this
oscillation eventually decays to the ground state (A =
B = 0). In a realistic nonlinear resonator the
oscillation period 2∆t is longer than the resonator ringdown time 1/γ. Then the probability of up-conversion
of a photon pair, or of down-conversion of a doublefrequency photon, is
√
√
ps↔p = sin2 ( 2g/γ) = sin2 ( 2gQ/ω).
(60)
It is easy to find that for a millimeter diameter lithium
niobate resonator with Q = 4 · 108 and λp = 1.5 µm,
p1↔2 ≈ 0.1. This is a very impressive probability for
interaction of individual photons, and it raises certain
optimism regarding quantum-optical applications of
nonlinear WGM resonators.
As we have seen in section 4.6, a two-mode model
for SHG is an oversimplification, and a more elaborate
analysis is required. However the main message of
the above example holds: the feasibility of singlephoton all-optical switches and photonic quantum logic
gates hinges on reaching the strongly coupled regime
with single photons, when the nonlinear coupling rate
defined in (22) exceeds the resonator decay rate, g > γ.
Let us turn to the discussion of an SFG-based
QZB switch in [338]. Here equations of motion are
derived for the signal, pump, and sum-frequency field
operators inside and outside of the resonator using
a Hamiltonian whose interaction part is equivalent
to (21). The resonator is assumed to be strongly
over-coupled, which means that the cavity decay is
dominated by the outcoupling while the absorption and
scattering losses are negligible. The initial conditions
for these equations of motion are set by the external
signal and pump pulse shape, which may be Gaussian
or the ringdown-matching exponential [569].
Interaction inside the resonator entangles the
signal and pump states. The output joint signal-pump
wave function can be decomposed into Schmidt modes,
which allows to define the gate fidelity as the overlap
of the input signal pulse with its first Schmidt mode
at the output. It is shown that in the absence of the
pump, the resonator-matching signal pulse has a very
high fidelity, if one takes into account the time reversal
and sign change of the output pulse [569]. Moreover,
in the strongly coupled regime in presence of the pump
pulse, signal fidelity is also high. In this case the sign
change and time reversal do not occur.
The analysis [338] predicts that fidelity of 0.99
can be reached in a lithium niobate resonator with
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Q = 108 for g > 400 MHz, which requires the resonator
radius R < 25 µm. The required combination of Q
and R does not appear entirely unrealistic, at least
in theory. But we have to note that the expression
for the nonlinear coupling rate Υ ≡ g provided in the
Supplementary material to [338] is equivalent to the
incorrect expression for the coupling rate g in [320], and
may be also incorrect. The correct expression has an
extra factor (ns np nf )−1 [321]. Therefore the estimates
for g provided in [338] may be unrealistically high, and
the benchmark fidelity would in fact be much harder
to reach.
The dependence of the coupling rate Υ on the
resonator radius R computed in [338] is approximately
captured by the expression log10 Υ ≈ 0.073(log10 R)2 −
0.77 log10 R + 1.74. If we limit the fitting function by
the linear term of log10 R, the approximation would
be log10 Υ ≈ −0.86 log10 R + 1.73, which is again
consistent with the “magic” scaling of the overlap
integral Υ ∝ |σ| ∝ R−0.9 discussed in section 4.2.
Concluding this section, we need to mention a
specific concern regarding using single-photon XPM
for realization of quantum logic operations. Such
operation would require very strong Kerr interaction
that is not presently achieved. However, even if it
is achieved, it has been shown [570, 571] that delayed
χ(3) response of realistic Kerr media (which is a direct
consequence of causality) will induce enough phase
noise to make high-fidelity operation of a quantum
logic gate impossible.
8. Summary and conclusion
WGM and ring resonators found applications in nearly
every branch of nonlinear and quantum optics. Their
advantages come from the exceptionally high quality
factor maintained within a very large wavelength
range, small mode volume, continuously tunable
coupling, and inherent mechanical stability. On the
other hand, complexity of the optical spectrum and
its strong temperature dependence make some of
nonlinear optics applications challenging, while the
exponential behavior of the evanescent field makes
simultaneous optimal coupling of different wavelength
difficult. We have discussed some of the approaches
allowing to solve or circumvent these problems.
Perhaps the most important limitation of WGM
resonators is their fabrication process. We will discuss
this issue specifically in the end of this section.
8.1. Applications and phenomena not covered in this
review
Some of nonlinear-optical phenomena observed in
WGM resonators and associated with them applications have been left out from this paper because they
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were covered in recent reviews in a great detail. Here
we would like to mention them briefly and to direct the
readers to these reviews.
One such prominent application, dating back to
1960s, is WGM lasers [23, 572]. Their history and
state of art is discussed in a recent review [573]. It
is worth mentioning that in such lasers the resonator
can be either entirely made from the gain media
[23, 71, 72, 74, 113, 572, 574–578], or coated with it
[474, 579, 580].
The coating technique reminds us of an important
role surface physics plays in WGM optics. Besides
introducing laser gain media, various molecular
coatings can be used to facilitate SHG [356, 581] as
well as SPDC [582] in resonators made from inversionsymmetric materials. Theoretically, even a perfectly
clean surface of a WGM resonator is expected to enable
such processes [317], as it too breaks the inversion
symmetry. Optical response of molecules and microobjects inadvertently attached to WGM resonators
immersed in liquids or gases gives rise to efficient biosensing techniques recently reviewed in [69,70,252,583].
Discussing the interaction of WGM photons with
acoustic phonons, we alluded to the new and rapidly
developing field of optomechnics. One of the main
goals in this field is to reach the quantum regime
with mechanical oscillators, which is normally hard
to achieve because of low phonon energy and strong
coupling to a thermostat. Many spectacular results
have been demonstrated in this field lately, see reviews
[77,584,585]. Opto-mechanically induced transparency
[586] and light storage [587], as well as storing optical
information as a mechanical excitation [588], were
demonstrated in silica microresonators. Formation
of opto-mechanical dark modes is reported in [589].
Resolved-sideband and cryogenic cooling of an optomechanical resonator is reported in [590]. Generation
of high quality radio frequency signals by optical means
is another significant achievement in the field [591]. Of
the most direct relevance to the scope of our review
is the proposal [592] to couple mechanical oscillations
of a WGM resonator with the squeezed light internally
generated in it as discussed in section 7.2.
8.2. Anticipated development of the field
One of the most attractive goals that may be
achieved using WGM resonators is strong interaction
between individual photons.
Achieving this goal
would constitute a breakthrough in quantum logic and
quantum computing with photons. With the state-ofart nonlinear WGM resonators this goal appears to be
close enough but not yet within reach. Its feasibility
hinges on the relation between the linear loss rate γ =
ω/Q and non-linear conversion rate g. To make this
relation favorable (g > γ) one can increase the overlap

integral σ, the Q-factor, or the nonlinear susceptibility.
Unfortunately, only limited resources are available for
the progress in either of these directions.
The overlap integral has almost a universal power
scaling with the resonator size, which is captured in
Fig. 7. Therefore making smaller resonators is the
most direct way to increase their nonlinear response.
But very small resonators suffer radiative loss. From
Eq. (11) we find that in the near infrared Qrad
of lithium niobate spherical resonators drops to the
absorption-limited value of 108 when R ranges from
15 to 20 µm (the exact radius value depends on the
wavelength and polarization), which appears to set
a limit for the minimal useful resonator size. For
smaller resonators Q is limited by Qrad which drops
exponentially with the radius. However, microring
resonators have been reported with the Qs significantly
exceeding the radiative limit found from Eq. (11),
as can be established by substituting the resonator
parameters from e.g. [330, 360, 361] into this equation.
Evidently, the model underlying Eq. (11) does not work
well for non-spherical shapes, and a more accurate
(perhaps numeric) approach is required to establish
the radiative loss and find the minimal useful resonator
size.
The other two optimization parameters, the
ultimate absorption-limited Q-factor and nonlinear
susceptibility, are both determined by the resonator
material. Therefore it is important to explore new
optical materials that are strongly nonlinear and at
the same time very transparent. These materials also
need to be compatible with a stringent surface quality
requirements, which includes chemical and mechanical
stability, low solubility, etc. Since the second-order
susceptibility χ(2) is much stronger than the thirdorder susceptibility χ(3) , let us focus on optical crystals
with quadratic nonlinearity. A summary of resonator
parameters achieved with such crystals is given in
Table 5 for WGM resonators and in Table 6 for ring
resonators made from thin crystalline films. Some
of these materials have been explored in multiple
works. Here we only quote those with the highest
demonstrated Q.
Ref.
[286]
[151]
[309]
[107]
[257]
[151]
[502]

Crystal
Quartz
BBO
LiTaO3
LiNbO3
LB4
BBO
SBN

λ, nm
1550
1560
1550
1310
490
370
1550

Q, 106
5000
740
570
200
200
150
75

dij , pm/V
0.311
2.322 , 0.1631
1633 , 2.731 , 1.622
2533 , 4.931 , 2.722
0.5533 , 0.07331
2.322 , 0.1631

Table 5. Summary of WGM resonators machined from various
second-order nonlinear optical crystals.
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Ref.
[593]
[594]
[362]
[361]
[330]
[156]
[360]

Film
LiNbO3
AlN
GaP
ZnSe
GaAs
GaN
AlGaAs

λ, nm
1550
1555
1550
1548
1985
1560
1580

Q, 103
1190
600
100
50
30
10
5

dij , pm/V
2533 , 4.931 , 2.722
2.533
6836
3336
9436
3.833 , 2.531 , 2.515

Table 6. Summary of on-chip ring resonators fabricated from
various second-order nonlinear optical crystalline films. Note
that for GaP, ZnSe and GaAs d36 = d14 .

In Tables 5 and 6 we list the most significant
quadratic susceptibility tensor components dij =
(2)
χij /2. A combination of these components specific for
a given type of phase matching and crystal orientation
will determine the χ̃(2) .
Quality factors reported in Tables 5 and 6 are
vastly different. Note that in Table 5 Q is given in
millions, and in Table 6 in thousands. The inferior
quality of the “large” (R = 40 µm) ring resonators
[156, 594] is clearly unaffected by the radiative losses
and is most likely due to the poor surface quality. This
means that there is a potential for a significant increase
of Q by improving the fabrication process. There is also
a possibility that the absorption-limited Q in complex
crystals such as lithium niobate can be increased by
optimizing the crystal composition and reducing the
impurities concentration [595].
Besides facilitating a strong interaction between
two photons, development of strongly nonlinear highQ resonators is motivated by the possibility to access
multipartite and multiphoton entangled states, such
as optical GHZ states [596, 597], W-states [560, 598,
599], cluster [600] and graph [601] states, Smolin
states [602], and others. Theses states are very
important in the context of quantum information
applications as well as in fundamental quantum optics
[603–605], but due to weak optical nonlinearity, their
realization has been so far only possible at low photon
rate with very strong pump pulses, a combination
usually leading to noisy data. One may expect that
nonlienar WGM resonators will advance this field of
research towards higher photon numbers (and higherdimensional Hilbert space) while significantly reducing
the requirements to the pump lasers.
While yielding the best Q factors, fabrication of
crystalline resonators by diamond turning and polishing unfortunately remains an art. Meanwhile, many
research and industrial applications involving classical
optical fields could benefit from this technology if a robust and scalable fabrication technique was available.
It may be expected that developing such techniques,
even at the cost of the quality factor, will be one of the
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thrust directions in the WGM research in the nearest
future.
8.3. Fabrication challenges and scalability quest
The complexity of WGM resonators fabrication and
integration appears to be the main factor limiting
their broad infusion into nonlinear and quantum optics
technology. While WGM resonators remain objects
of research, it is acceptable to invest considerable
time in their individual fabrication, mounting on
a mechanically and thermally stable platform, and
coupling to the optical input and output. However
using a resonator as an instrument component requires
repeatable and scalable fabrication process, ideally
chip-based. This is partially accomplished with fused
silica microdisks made from the naturally formed
oxide layer on a silicon substrate. The layer is
photolithographically patterned with disk preforms,
then the substrate is dry-etched to form pedestals, and
the elevated preforms are either reflown into toroidal
shapes by laser heating, e.g. [78,323,379,387,468,477],
or chemically etched into wedge shapes [114, 399].
The quality factor of toroids routinely exceeds 108 , in
wedge-shaped resonators it can almost reach 109 [114].
Such a technologically important material as
lithium niobate presents a harder challenge, which has
been addressed only most recently. In one approach a
lithium niobate wafer was bound on a silicon surface,
polished down to one micron thickness and milled with
a focused ion beam into a disk shape. The disk was
elevated from the silicon substrate by etching the later
with XeF2 [606]. This fabrication technique yielded
R = 35 µm resonators with Q = 4.84 × 105 .
An alternative technological approach involving
femtosecond laser ablation followed by focused ion
beam milling, HF etching and finally high temperature
annealing yielded 0.7 µm thick, R = 41 µm resonators
with Q = 2.5 × 105 [359, 607].
A combination of chemical (HF) and reactive
ion etching of a lithographically patterned lithium
niobate - silica - lithium niobate “sandwich” allowed for
fabrication of 0.4 µm thick, R = 28 µm resonators with
the quality factor reaching 105 [358]. This technology
was later perfected by a different group, allowing to
reach Q = 1.19 × 106 with R = 39.6 µm resonators of
similar thickness [593].
Diamond is another technologically appealing
material with remarkable optical properties. Very
small (R = 2.4 µm) diamond ring-resonators with
Q = 5000 have been fabricated by bonding diamond
film onto a silica-on-silicon substrate, followed by a
series of lithographic patterning and dry etching steps
[541]. These resonators have been used to enhance NV
centers emission at low temperature.
A versatile method that may be applicable to a
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Figure 16. Top: an array of microdisk resonators fabricated
from a bulk diamond. Bottom: a magnified view of a single
resonator. Reprinted from [610].
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silicon-on-insulator microfabrication techniques [454,
522–528, 611, 612]. Besides the earlier mentioned fourwave-mixing based applications, such devices have
been used as all-optical switches [611, 612]. This
application is based on the free carrier induced optical
bistability, and leads to extremely low optical pulse
switching energy of just several pJ.
These techniques enables production of coupled
WGM devices, potentially with multiple resonators
and a network of couplers and waveguides on the same
chip. One drawback of this approach is the fixed
coupling rate: the gaps between the resonators and
couplers cannot be changed, although the coupling rate
may be adjusted by immersing the device in variable
index fluids. Besides, as we already mentioned, at
the present technology level the Q-factors of etched
microring resonators is usually limited, although a
very respectable value of Q ≈ 1.2 × 106 was reported
in a doped high-index silica glass waveguide-coupled
microring at 1544 nm wavelength [393]. Nearly as high
Q-factors in the same optical band were measured in
single-crystal diamond waveguide-coupled microrings
[613], that were also used to generate Kerr combs.
In χ(2) materials, the quality factors are far more
modest. For a lithium niobate microring (R = 100 µm)
resonator Q ≈ 4000 has been achieved [614]; for a
waveguide-coupled GaAs microdisk (R = 3.7 µm),
Q ≈ 104 [615].
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A D, Faist J, Sivco D L and Cho A Y 1998 Science 280
1556–1564
[119] Song Q, Cao H, Ho S T and Solomon G S 2009 Appl. Phys.
Lett. 94 061109
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Schietinger S, Schröder T and Benson O 2008 Nano Lett.
8 3911–3915
Larsson M, Dinyari K N and Wang H 2009 Nano Lett. 9
1447–1450
Li P B, Gao S Y and Li F L 2011 Phys. Rev. A 83 054306
Chen Q, Yang W L and Feng M 2012 Eur. Phys. J. D 66

48

238
[559] Ates S, Agha I, Gulinatti A, Rech I, Badolato A and
Srinivasan K 2013 Sci. Rep. 3 1397
[560] Jin G s, Wang C, Zhang Y and Jiao R z 2014 Int. J. Theor.
Phys. 53 3774–3779
[561] Misra B and Sudarshan E C G 1977 J. Math. Phys. 18
756–763
[562] Hendrickson S M, Weiler C N, Camacho R M, Rakich P T,
Young A I, Shaw M J, Pittman T B, Franson J D and
Jacobs B C 2013 Phys. Rev. A 87 23808
[563] Franson J D, Jacobs B C and Pittman T B 2004 Phys.
Rev. A 70 062302
[564] Franson J D, Pittman T B and Jacobs B C 2007 JOSA B
24 209–213
[565] Huang Y P, Altepeter J B and Kumar P 2010 Phys. Rev.
A 82 063826
[566] Clader B D, Hendrickson S M, Camacho R M and Jacobs
B C 2013 Opt. Expr. 21 6169–6179
[567] Breunig I, Sturman B, Bückle A, Werner C S and Buse K
2013 Opt. Lett. 38 3316–3318
[568] Huang Y P and Kumar P 2012 Phys. Rev. Lett. 108 30502
[569] Cirac J I, Zoller P, Kimble H J and Mabuchi H 1997 Phys.
Rev. Lett. 78 3221–3224
[570] Shapiro J H 2006 Phys. Rev. A 73 062305
[571] Dove J, Chudzicki C and Shapiro J H 2014 Phys. Rev. A
90 062314
[572] Walsh P and Kemeny G 1963 J. Appl. Phys. 34 956–957
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