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Nanomechanical systems made from phononic crystals can act as highly coherent microwave-
frequency circuits at cryogenic temperatures. However, generating sufficient coupling between these
devices and microwave superconducting quantum circuits is challenging due to the vastly different
length scales of acoustic and electrical excitations. Here we demonstrate a general recipe for calcu-
lating these interactions and show that large piezoelectric coupling rates between microwave super-
conducting circuits containing Josephson junctions and nanoscale phononic resonances are possible,
suggesting a route to phononic crystal circuits and systems that are nonlinear at the single-phonon
level.

Mechanical filters and resonators, because of their
high quality factor and small size compared to electro-
magnetic components, have been a key part of classi-
cal high frequency circuits and systems for the last cen-
tury [1, 2]. Advances in microwave-frequency quantum
information processing systems have motivated experi-
mental efforts to extend the success of acoustic devices
to the quantum realm. In the last decade, a series of
experiments have succeeded in coupling superconducting
quantum circuits to mechanical resonators [3–12]. These
approaches have allowed explorations into new regimes of
quantum optics [11] and enable promising platforms for
microwave-to-optical conversion [13–15]. However, limit-
ing ourselves to a few figures of merit, there have been
no microwave mechanical devices with a convincing ad-
vantage over competing electromagnetic systems, where
Q > 106 can now be achieved in on-chip resonators [16]
and Q ∼ 109 in macroscopic 3D cavities [17]. In con-
trast to room-temperature electrical components, where
ohmic heating makes achieving large Q’s in small struc-
tures impossible, ultracold microwave circuits can lever-
age the low-loss electromagnetic properties of supercon-
ductors, reducing the competitive advantage of mechan-
ical systems. Nonetheless, even in a cryogenic setting,
phononic systems can have advantages over electromag-
netic quantum circuitry when it comes to coherence time,
footprint, and control over crosstalk. Recently, optically-
probed microwave frequency mechanical resonators based
on phononic crystals have been demonstrated at mil-
liKelvin temperatures with quality factors greater than
107 and footprints on the order of a few square mi-
crons [18], far exceeding the performance of chip-scale
electromagnetic components. The bandgap for acoustic
waves in the periodic phononic crystal structure protects
localized phonons from tunnelling (clamping loss) and
Rayleigh scattering from impurities and defects [19]. The
high level of control over the dispersion of the propaga-
tion channels could also enable dense packing of high-Q
phononic circuits while limiting crosstalk in large scale
systems. Finally, the small mode volume, and the use
of high quality single-crystal thin films with low defect
densities means that coupling to resonant two-level fluc-
tuators can also be mitigated [20, 21].

A major unresolved challenge in realizing this vision
is coupling small mode volume mechanical resonators to
superconducting quantum circuits. In this work, we an-
alytically and numerically study the coupling between
realistic acoustic devices made from piezoelectric thin
films to superconducting qubits. Remarkably, we find
that strong coupling between a transmon qubit [22, 23]
– a small Josephson junction shunted by a large capaci-
tance – and a single acousic-wavelength-scale microwave
frequency mechanical resonance is achievable. To under-
stand this result, we first discuss a simplified analytical
model and derive the scaling of the coupling with res-
onator size. We then combine microwave network syn-
thesis techniques [24, 25] with finite-element simulations
of piezoelectric nanostructures to fully capture the in-
teraction of quantum circuits with mechanical compo-
nents. Finally, we design and present full-field piezoelas-
tic simulations [26] of Lamb-wave and phononic-crystal
resonances and study their scaling properties and the hy-
bridization of their excitations with a transmon qubit.
Analytical model. Consider a piezomechanical res-

onator coupled to a charge qubit. The system, high-
lighted in Fig. 1(a), consists of a thin film of piezoelec-
tric material sandwiched between two electrodes. Ignor-
ing edge effects, there is only one relevant dimension (the
z direction normal to the plates) and the system admits
an analytic solution [4, 27] for the electrically coupled
motional degree of freedom. The current induced on the
electrodes is related to the voltage across them through
an admittance function

Ym(ω) = iωCg

[
1−K2 tan(ωb/2v̄)

ωb/2v̄

]−1

, (1)

where K2 = e2
pz/c̄ε, epz is the piezoelectric coupling coef-

ficient in stress-charge form, c̄ = c+e2
pz/ε is the modified

elasticity coefficient, b is the thickness of the film, and
v̄ =

√
c̄/ρ is the speed of sound in the crystal. This

exact admittance fully describes the response of the res-
onator. At frequencies much lower than the fundamental
dilational mode of the membrane, i.e. time-scales longer
than the time it takes sound to travel a distance b, the
primary contribution to the admittance function is the
static electroelastic response, captured by the effective
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FIG. 1. Thin-film bulk acoustic wave resonator. (a) A
transmon with Josephson energy EJ and total capacitance
CΣ is shunted by a mechanical resonator (highlighted) de-
scribed by an admittance function Ym(ω); (b) Foster net-
work synthesized from the electroacoustic admittance Ym(ω)
in the vicinity of the fundamental mechanical mode; (c)
Exact admittance for a lithium niobate film of thickness
b = 750 nm; (d) Dependence of the coupling rate gφθ and
(e) transmon frequency ωφ on the gate capacitance Cg, with
EJ/~ = 2π × 10 GHz and CΣ = 100, 101, 102, 103 fF (dotted
blue, solid blue, dotted red, and solid red, respectively). Cg
is changed by modifying only the capacitor area, so the me-
chanical frequency remains unaffected. The maxima of gφθ
occur when C0 ≈ 2CΣ (dashed black lines). As the mechani-
cal resonator is shrunk to the regime Cg � CΣ the coupling
rate falls off sublinearly as gφθ ∼

√
Cg.

capacitance Cg/(1 −K2). At higher frequencies, elastic
waves are excited and the electrical response is modified.
This is captured by the second term in Eq. (1), which
results in a series of poles and zeros of Ym(ω). The first
zero at ω = 2πv̄/2b ≡ Ω corresponds to the fundamental
electroacoustic mode of the system, with an associated
pole at Ωp < Ω. This pole-zero pair is shown in Fig 1(c).
All subsequent pairs correspond to higher order excita-
tions of the film.

Knowledge of Ym(ω) is sufficient to obtain the full
Hamiltonian of the system [25]. Using Foster’s theo-
rem [24], we synthesize an electrical linear lossless net-
work that approximates the electroacoustic admittance
(see Appendix C for details). Restricting our atten-
tion to the fundamental mechanical mode, the Fos-
ter network becomes the three-node circuit shown in
Fig. 1(b). The zero of the admittance is made ex-
plicit for this choice of synthesis, corresponding simply
to Ω = 1/

√
L1C1. Here C1 = limω→Ω{ 1

2 Im[∂ωYm(ω)]} =

(Cg/2)(π/2K)2 is the effective mode capacitance and
C0 = limω→0{Im[∂ωYm(ω)]} = Cg/(1 −K2) is the elec-
trostatic capacitance of the system, including the elastic
contribution. In the limit of vanishing piezoelectric cou-
pling (K → 0), C1 → ∞ and C0 → Cg, so the network
simply becomes the gate capacitance Cg — the mechani-

cal resonator becomes invisible to the electrical terminals.
It is now straightforward to derive the Hamiltonian for

the coupled transmon-resonator system. Starting from
the circuit Lagrangian [28, 29] in terms of the generalized
flux variables φ and θ, defined in Fig. 1(b), we arrive at
the quantized Hamiltonian (see Appendix A)

Ĥ = [4E
(φ)
C (n̂φ − ng)2 − EJ cos φ̂]

+ ~Ωâ†â+ 8E
(φ,θ)
C nθzp(â+ â†)(n̂φ − ng). (2)

Here â† (â) is the creation (annihilation) operator for the
phononic mode described by the circuit variable θ and

Ω is the phonon frequency, E
(φ)
C and EJ are the charg-

ing and Josephson energies for the transmon variable φ,

E
(φ,θ)
C is the cross-charging energy between the φ and θ

nodes, and nθzp is the magnitude of the zero-point charge
fluctuations associated with θ. In the transmon limit
EJ/E

(φ)
C � 1, the gate charge ng can been eliminated by

a gauge transformation [22]. Further, we can define oper-

ators b̂, b̂† for the harmonic oscillator approximating the
transmon [22]. The transition frequency for the first two

transmon levels is ωφ =

√
8EJE

(φ)
C /~, and the coupling

term becomes

Ĥint = −i~gφθ(â+ â†)(b̂− b̂†), (3)

where

gφθ = 8E
(φ,θ)
C nθzpn

φ
zp/~ (4)

is the rate that sets the phonon-transmon interaction
strength. This rate depends only on fundamental con-
stants, the transmon parameters, and the network pa-
rameters (C0, C1, L1) which can be readily computed
from Ym(ω).

In Figs. 1(d) and (e), we plot the coupling rate gφθ and
the transmon frequency ωφ over many orders of magni-
tude of the gate capacitance Cg and transmon capac-
itance CΣ. Here we change Cg by changing the area
of the gate capacitor while leaving the plate spacing b
fixed. This changes the mass of the mechanical oscil-
lator, whereas its frequency remains unmodified. It is
interesting to first note that the coupling is maximized
at C0 = 2CΣ +O(K2). As we move to larger Cg, where
Cg � CΣ, the transducer capacitance dominates so both
gφθ and ωφ lose all dependence on CΣ and fall off to
zero. Conversely, as Cg/CΣ → 0 the coupling vanishes
and ωφ limits to its uncoupled value. Finally, a salient
feature of this model is that in the regime Cg � CΣ,
relevant to nanoscale mechanical resonators, the cou-
pling rate scales sublinearly with the capacitances as
gφθ ∼ (C2

g/C
3
Σ)1/4. This suggests that shrinking down

the resonator to a length scale of the order of the acoustic
wavelength should be possible without significantly com-
promising the coupling rate. We remark that Eq. 2 is
identical to a circuit QED Hamiltonian [22] with a trans-
mon qubit, with the cavity photon operator replaced by
a phonon operator.
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FIG. 2. Lamb wave resonator. (a) Simulation geometry for
the resonator. An IDT with finger spacing a = 600 nm and
s = 1800 nm is patterned over a thin film lithium niobate of
thickness t = 400 nm. The spacing a can be thought of as a
lattice constant (unit cell highlighted). The IDT terminals are
driven by an excitation voltage V (ω) to probe the electroa-
coustic admittance; (b) Deformation plot for the zeroth-order
asymmetric Lamb mode (A0) of wavelength λ = a; (c) Elec-
trostatic potential distribution generated by the A0 mode.
The large overlap between the potential and the electrodes
leads to strong piezoelectric coupling to A0; (d) Simulated
admittance per unit cell for frequencies near the Lamb mode
resonance. The pole and zero corresponding to A0 are shown
in the shaded region. The zero located at Ω/2π = 5.645 GHz
corresponds to the phononic mode that interacts with the
transmon in the single-mode model; (e) Coupling rate to a
transmon with EJ/h = 20 GHz as a function of the total num-
ber of unit cells NIDT, with CΣ = 100, 101, 102, 103 fF (dotted
blue, solid blue, dotted red, and solid red, respectively).

We further note that this scaling with capacitor area is
fairly general. The interaction energy between the elec-
tromagnetic and piezomechanical resonators is given by

Q
(piezo)
zp V

(qubit)
zp , where Q

(piezo)
zp is the size of the charge

fluctuations on the gate capacitance due to the zero-

point motion of the mechanical system and V
(qubit)
zp is

the size of the the voltage fluctuations of the qubit in
its ground state. The latter only depends on the qubit
frequency and capacitance, and for a fixed EJ will scale
as (Cg + CΣ)−3/4. The charge fluctuations on the gate

capacitance scale as Cgxzp ∝
√
Cg since xzp ∝ 1/

√
m ∝

1/
√
Cg. This implies that the coupling scales as C

1/2
g

for Cg � CΣ and C
−1/4
g for Cg � CΣ, in agreement

with our calculations for both the one-dimensional model
presented above, and the full-field simulations of a Lamb
wave resonator presented below and shown in Figure 2(e).

Lamb wave resonator. Lamb wave modes of films

driven by interdigitated (IDT) transducers have found
applications in classical information processing and sens-
ing [30]. In the context of quantum acoustics, since
these devices are fabricated on suspended thin films, all
phonons are confined in two dimensions and phonon tun-
nelling into the bulk, which is a loss mechanism in SAW
devices [8, 11], can be eliminated. The system is shown in
Fig. 2(a). When the IDT has many periods, there exists
a resonance with a frequency that is nearly independent
of the number of unit cells, NIDT. We can therefore ex-
plore the dependence of the coupling rate gφθ on the ef-
fective gate capacitance Cg ∝ NIDT for this well-defined
class of acoustic modes and benchmark a realistic design
as well as its scaling properties.

A finite-element simulation reveals the zeroth-order
asymmetric Lamb wave mode (A0) at 5.64 GHz (Fig.
2(b)), with a voltage distribution mode-matched to the
IDT fingers (Fig. 2(c)). The mode frequency is set by the
finger spacing a and the phase velocity in the x direction,
and is weakly dependent on the lateral resonator dimen-
sions. In Fig. 2(d), we show the admittance Ym(ω) seen
by the circuit terminals at frequencies near the A0 res-
onance, obtained from finite-element frequency response
simulations to compute the current induced in response
to an excitation voltage (see Appendix B for details on
the simulations). Fitting Ym(ω) to a complex rational
function [31], we then synthesize the Foster network that
reconstructs the Lamb mode admittance, as detailed in
Appendix C. Under a simplified model in which only the
A0 mode is relevant to the physics, the network is the
same as that in Fig. 1(b). Plotting gφθ as a function
of NIDT (Fig. 2(e)) then reveals the same scaling de-
rived from the analytical model. In particular, even for
a wavelength-scale resonator with ∼ 10 unit cells, the
coupling rate approaches 2π × 50 MHz for values of CΣ

typically used in transmon qubits.

Phononic crystal defect cavity. The fact that large
coupling rates gφθ are achievable with small gate capaci-
tances opens the design space to study coupling to highly
confined acoustic resonances. We consider a localized
mode formed by engineering a defect site in a quasi-
one-dimensional phononic crystal (Fig. 3(a) and (b)).
Such a phononic crystal can support a large mechanical
bandgap [32], as shown in Figure 3(c). This bandgap
represents a range in frequency where propagation of all
elastic waves is disallowed. By creating a defect in this
structure, an acoustic mode with frequency inside the
bandgap is localized. The characteristic length of this
resonator is ∼ 1 µm, on the order of the acoustic wave-
length. Therefore its mode structure is much simpler and
we can consider the full effect of coupling several acoustic
modes to the same electrical terminals.

To perform the multimode analysis we proceed along
the lines of black-box quantization [25]. This technique
— outlined schematically in Fig. 3(d) — consists of
lumping the linear part of the transmon into the elec-
troacoustic admittance Ym(ω) and synthesizing a Foster
network from the total input admittance Y11(ω) seen by
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FIG. 3. Phononic crystal defect cavity. (a) Deformation plot for the mode of interest at Ω/2π = 2.089 GHz, showing a mode
tightly localized to the defect region; (b) Electrostatic potential generated by the eigenmode, with a large gradient perpendicular
to the symmetry plane at the center of the block (electrical terminals highlighted); (c) Band diagram for the mirror region
surrounding the defect site. A full bandgap centered near 2 GHz (shaded area) leads to strong confinement of any defect
mode lying within this frequency band; (d) In black-box quantization, a transmon with junction parameters EJ , CJ and shunt
capacitance CS is wired to a system described by an admittance function Ym(ω). The total capacitance CΣ = CJ +CS and the
linear part of the junction inductance LJ are lumped into the black-box, resulting in a total input admittance Y11(ω) shunting
the nonlinear part of the junction (indicated by the spider symbol); (e) Bare electroacoustic admittance (dashed blue) of the
defect site only, and total admittance Y11(ω) (solid red) including the loading from a transmon with CΣ = 200 fF, CJ = 2.5 fF,
and frequency ω/2π = 2.1 GHz. The strongly coupled mode with a pole at Ω/2π = 2.089 GHz can be clearly observed in the
admittance spectrum, along with other weakly coupled localized modes; (f) Foster network for Y11(ω); (g) Anharmonicites
of the phonon-like (blue) and transmon-like (red) polaritons. As ∆ is tuned to zero, the phonon-like mode becomes strongly
anharmonic and the cross-Kerr term (light blue) is maximized.

the junction. For the choice of synthesis shown in Fig.
3(f), each of the LC blocks in the chain corresponds to
a normal mode of the transmon-resonator system. This
corresponds to diagonalizing the linear part of the total
Lagrangian into polariton modes.

The Hamiltonian is

Ĥ = ~
∑
k

ωkâ
†
kâk − EJ cos

[∑
k

ψ
(zp)
k

(
âk + â†k

)]
, (5)

where the operators {â†k, âk} create and annihilate the
polaritonic excitations of the system [25]. In the

EJ/EC � 1 regime, the zero-point fluctuations ψ
(zp)
k for

the phases are small, and Eq. 5 reduces to an effective
Hamiltonian

Ĥ = ~
∑
k

ω′kâ
†
kâk +

1

2
~
∑
kj

χkj â
†
kâkâ

†
j âj (6)

capturing the two-phonon nonlinearities of the modes.
Here the {ω′k} are renormalized frequencies due to a
Lamb-shift correction, and the {χkj} are the anhar-
monicites which can be computed from the Foster net-
work parameters [25]). In Fig. 3(e), we indicate the
coupling rates gφθ for two localized acoustic modes, com-
puted from the single-mode model of Eq. (2). These
show that one mode is indeed much more strongly cou-
pled to the transmon, as already suggested from the ad-
mittance spectra. For this mode, we show values of χkj

for the transmon-like and phonon-like polaritons for a
bare transmon frequency ωφ/2π = 2.1 GHz, slightly de-
tuned from the Ω/2π = 2.089 GHz acoustic mode. We see
that the transmon-like polariton remains strongly anhar-
monic but also contribute a large anharmonicity to the
phonon-like polariton.

We can further study the dependence of the polari-
ton anharmonicites on the detuning ∆ = ω − Ω, which
we sweep by tuning the Josephson energy EJ . In Fig.
3(g), we show the anharmonicities of the transmon-like
and phonon-like polaritons as a function of ∆. At large
detunings, the phonon mode is essentially linear and the
transmon mode has an anharmonicity that asymptotes
to its uncoupled value EC ' e2/2CΣ [22] (dashed black
line in figure). As the two modes become close to res-
onant, the coupling between the transmon and phonon
causes mixing between the modes and the phonon-like
mode obtains a large Kerr nonlinearity. Both the value
of the self-Kerr (χkk) and cross-Kerr (χjk) nonlinearities
are plotted in Fig 3(g). The maximum value of the anhar-
monicitiy of the phonon mode is a quarter of the maxi-
mum transmon anharmonicity, as expected from a simple
hybridization model, and this leads to a χ/2π ≈ 24 MHz
for the phonon-like mode near ∆ = 0.

In conclusion, we have numerically shown that large
coupling can be achieved between thin-film, small mode
volume mechanical resonators and superconducting mi-
crowave quantum circuits despite their vastly different
length scales. We have also demonstrated a recipe for
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calculating these couplings for arbitrary phononic struc-
tures. In addition to opening new ways of using acous-
tic devices in quantum circuits, we expect our results
to be directly relevant to transducer designs for piezo-
optomechanical devices currently being pursued for mi-

crowave to optical conversion [14, 15].
This work was supported by the Stanford Terman Fel-

lowship, ONR MURI QOMAND, a Stanford Graduate
Fellowship, as well as start-up funds from Stanford Uni-
versity.

[1] C. Campbell, Applications of surface acoustic and shal-
low bulk acoustic wave devices, Proc. IEEE 77, 1453
(1989).

[2] K. M. Lakin, Thin film resonators and filters, Proc. -
IEEE Ultrason. Symp. 2, 895 (1999).

[3] E. K. Irish and K. Schwab, Quantum measurement of
a coupled nanomechanical resonatorCooper-pair box sys-
tem, Phys. Rev. B 68, 155311 (2003).

[4] A. N. Cleland and M. R. Geller, Superconducting
qubit storage and entanglement with nanomechanical res-
onators, Phys. Rev. Lett. 93, 1 (2004).

[5] M. D. LaHaye, J. Suh, P. M. Echternach, K. C. Schwab,
and M. L. Roukes, Nanomechanical measurements of a
superconducting qubit, Nature 459, 960 (2009).

[6] A. D. O’Connell, M. Hofheinz, M. Ansmann, R. C. Bial-
czak, M. Lenander, E. Lucero, M. Neeley, D. Sank,
H. Wang, M. Weides, et al., Quantum ground state and
single-phonon control of a mechanical resonator, Nature
464, 697 (2010).

[7] J.-M. Pirkkalainen, S. U. Cho, J. Li, G. S. Paraoanu,
P. J. Hakonen, and M. A. Sillanpää, Hybrid circuit cav-
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Appendix A: Single-mode Hamiltonian

Starting with the circuit Lagrangian for a transmon coupled to a single-mode network (see Fig. 1 in the main text),

L =
1

2
C0(φ̇− θ̇)2 +

1

2
C1θ̇

2 +
1

2
CΣφ̇

2 + EJ cosφ− 1

2L1
θ2, (A1)

the canonical momenta are

πφ = ∂φ̇L = C0(φ̇− θ̇) + CΣφ̇ (A2)

πθ = ∂θ̇L = −C0(φ̇− θ̇) + C1θ̇. (A3)

Writing Eqs. (A2) & (A3) in matrix form, we have(
C0 + CΣ −C0

−C0 C0 + C1

)(
φ̇

θ̇

)
=

(
πφ
πθ

)
. (A4)

Inverting the the matrix, we obtain the time derivatives in terms of the momenta

φ̇ =
C0 + C1

C2
d

πφ +
C0

C2
d

πθ (A5)

θ̇ =
C0

C2
d

πφ +
C0 + CΣ

C2
d

πθ, (A6)

where C1C0 + CΣC0 + CΣC1 ≡ C2
d is the determinant of the matrix. Substituting these relations into Eq. (A1), and

taking the Legendre transform H = πφφ̇+ πθ θ̇ − L, we obtain

H =
1

2CΣ
01

π2
φ +

1

2C1
0Σ

π2
θ −

β

C0
1Σ

πθπφ − EJ cosφ+
1

2L1
θ2. (A7)

Here we introduced the notation Ci + (C−1
j + C−1

k )−1 ≡ Cijk for the equivalent capacitance formed by capacitances

j and k in series, in parallel with i; β = C0/C
Σ
1 (in our notation, CΣ

1 = C1 + CΣ) is a participation ratio that will
determine the phonon-transmon coupling.

To write down the Hamiltonian in the more familiar circuit QED notation, we define the dimensionless charges

nφ = πφ/2e, nθ = πθ/2e, the charging energies E
(φ)
C = e2/2CΣ

01, E
(θ)
C = e2/2C1

0Σ, E
(φ,θ)
C = βe2/2C0

1Σ, and the
inductive energy EL = Φ2

0/L1, where Φ0 = ~/2e is the reduced flux quantum. Finally, we quantize the degrees of
freedom and obtain

Ĥ = 4E
(φ)
C (n̂φ − ng)2 − EJ cos φ̂+ 4E

(θ)
C n̂2

θ +
1

2
ELθ̂

2 + 8E
(φ,θ)
C (n̂φ − ng)n̂θ, (A8)

where we have introduced an additional gate charge ng because, due to the topology of the circuit, the spectrum of n̂φ
is discrete [33]. We can write the Hamiltonian in a more familiar form by defining the harmonic oscillator quadratures

n̂θ = nθzp(â+ â†) (A9)

θ̂ = iθzp(â† − â), (A10)

with

nθzp =
1

2

(
EL

2E
(θ)
C

)1/4

(A11)

θzp =

(
2E

(θ)
C

EL

)1/4

, (A12)

so that

Ĥ = [4E
(φ)
C (n̂φ − ng)2 − EJ cos φ̂] + ~Ωâ†â+ 8E

(φ,θ)
C nθzp(â+ â†)(n̂φ − ng). (A13)
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The term in brackets is nothing more than the transmon Hamiltonian, the second term describes a harmonic oscillator
with frequency Ω = (L1C

1
0Σ)−

1
2 ≈ (L1C1)−

1
2 , and the third term is a coupling between the oscillator position and the

transmon charge. We therefore identify the circuit variable φ as the transmon degree of freedom, and the θ variable as

the phonon degree of freedom. Going to the transmon limit EJ/E
(φ)
C � 1, where the zero-point fluctuations of φ̂ are

small, we can expand the cos φ̂ term in Eq. (A13) to quartic order and define the approximate transmon quadratures
[22, 34]

n̂φ = inφzp(b̂† − b̂) (A14)

φ̂ = φzp(b̂+ b̂†), (A15)

with

nφzp =
1

2

(
EJ

2E
(φ)
C

)1/4

(A16)

φzp =

(
2E

(φ)
C

EJ

)1/4

, (A17)

yielding

Ĥ ' [~ωφb̂†b̂−
E

(φ)
C

12
(b̂+ b̂†)4] + ~Ωâ†â− i~gφθ(â+ â†)(b̂− b̂†), (A18)

where

ωφ =

√
8E

(φ)
C EJ/~ (A19)

is the transmon frequency and

~gφθ = 8E
(φ,θ)
C nθzpn

φ
zp (A20)

is the coupling energy that sets the phonon-transmon interaction strength.

Appendix B: Finite element simulations

In order to study resonator designs of arbitrary geometries, we perform full-field finite element method (FEM)
simulations to obtain the electroacoustic admittance Ym(ω). Using COMSOL Multiphysics [26], we simultaneously
solve the equations of elasticity, electrostatics, and their coupling via piezoelectric constitutive relations

Di = εijEj + eijkSjk (B1)

Tij = cijlmSlm − elijEl, (B2)

written in stress-charge form. All repeated indices are summed over. Here D is the electric displacement field, E
is the electric field, T is the stress tensor, S is the strain tensor, and ε, c, and e are the permittivity, elasticity,
and piezoelectric coupling tensors, respectively. We can either solve for the eigenmodes of the structure, or perform
a frequency response simulation in which an oscillating voltage with amplitude V (ω) is set on the electrodes as a
boundary condition and the field solutions are used to compute the current I(ω) induced on the electrodes, thereby
extracting the admittance

Ym(ω) =
I(ω)

V (ω)
. (B3)

This is conceptually identical to the calculation of Ym(ω) in Eq. 1 in the main text, but is otherwise intractable
without numerical tools.

Lamb wave resonator.
The simulation geometry for the Lamb wave resonator consists of a thin layer of X-cut lithium niobate crystal

of thickness t = 400 nm. The X-cut crystal orientation is implemented by introducing a rotated coordinate system
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in the simulations (crystal axes labeled in Fig. 2 in the main text). An interdigitated (IDT) capacitor is used
to selectively transduce the asymmetric zeroth-order Lamb mode (A0) with a wavelength equal to the IDT finger
spacing a = 600 nm (see Fig. 2). In the example discussed in this work, the IDT spans a width s = 1800 nm. The
terminals are treated solely as voltage boundary conditions on the surface of the LN — performing more realistic
simulations where the terminals are treated as compliant metallic films only slightly modifies the results. Further, the
domain of the simulation extends beyond the structure in order to take into account the effect of the fields in vacuum.

Before calculating Ym(ω), we perform eigenmode simulations for rapid characterization of the spectrum and iden-
tification of the A0 mode. We also verify the weak dependence of the frequency of A0 on the lateral dimension s and
the number of unit cells NIDT.

In order to simplify the scaling calculations (i.e. the calculation of gφθ as a function of NIDT), we impose Floquet
boundary conditions (with k = 0) on the boundaries of the structure perpendicular to the direction of propagation
of the A0 mode. This is equivalent to setting a cyclic boundary condition on a finite one-dimensional crystal —
it eliminates edge effects and guarantees that the frequency of A0 is independent of the total number of unit cells,
as independently verified through eigenmode simulations. Due to the periodicity of the structure, the admittance

Y
(N)
m (ω) of a resonator with N unit cells is Y

(N)
m (ω) = NY

(1)
m (ω), where Y

(1)
m (ω) is the admittance of a single unit

cell. In circuit language, the periodicity allows us to partition the NIDT unit cells into NIDT parallel networks. This
drastically simplifies the calculation, effectively reducing the problem to a numerical simulation of a single unit cell.

Phononic crystal defect cavity.
The first step in the design flow for the defect cavity is to fully characterize the band structure of the mirror region

that supports the bandgap. To this end, we perform eigenmode simulations of a single unit cell with Floquet boundary
conditions and sweep the k vector over the one-dimensional Brillouin zone. For a unit cell with dimensions as shown
in Fig. 4, this generates the band diagram shown in Fig. 3 in the main text. We then design a defect cell with an
eigenmode deep inside the bandgap and verify its confinement by simulating the full structure as shown in Figs. 3(a)
and (b). The defect cell dimensions are indicated in Fig. 4, and we again use an X-cut crystal orientation (crystal
axes labeled in Fig. 3). The electrostatic potential generated by the eigenmode has a large gradient perpendicular to
the symmetry plane at the center of the block. This motivates placing two electrical terminals that overlap with the
blue and red regions in the plot in order to maximize coupling. We then test the mode remains bound after placing
voltage terminals that run along the tethers.

1000 nm

800 nm 200 nm

1000 nm

1100 nm

1400 nm
1400 nm

200 nm

300 nm

defect cell
mirror cell

FIG. 4. Simulation geomtry for defect site resonator, include both the defect cell and the unit cell for the mirror region.

Next we probe the acoustic admittance of the bound mode by simulating the defect site only, using fixed boundary
conditions at its tethers. For the results shown in Fig. 3(f) in the main text, we set the resolution ∆f of the frequency
scans to 200 kHz in order to fully capture all the eigenmodes within the band of interest.

Appendix C: Foster synthesis for acoustic systems

A mechanical system with piezoelectric properties, when probed through electrical terminals, is indistinguishable
from an ordinary microwave network — it can be fully described by an admittance function Y (ω). This has enabled
the widespread adoption of mechanical devices as effective circuit elements in classical applications [1, 2, 27]. In this
work, we use this insight to abstract away the mechanical aspect of the system and formulate a unified description at
the circuit level, where calculating coupling rates and other quantities of interest is straightforward.
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FIG. 5. Foster synthesis for Lamb-wave resonator. (a) Electroacoustic admittance near dc, for ω/2π ∈ [0, 50] MHz. The slope
of the line is the C0 parameter of the network; (b) Admittance per unit cell near the A0 mode (also shown in Fig. 2(d) in the
main text), including the fit to a rational function and its frequency derivative used to the extract network capacitances.

More precisely, given a linear lossless microwave network with known input admittance Y11(ω), we would like to
explicitly construct a network of capacitances and inductances that is described by the same admittance. Foster
synthesis is a well-established technique [24, 35] to do this construction. We begin by calculating the acoustic
admittance function Ym(ω) either analytically or numerically. For a passive, lossless network Ym(ω) is a purely
imaginary, monotonically increasing function [24]. This latter property implies that in general Ym(ω) has an alternating
sequence of poles and zeros, each corresponding to a resonance and anti-resonance of the network, respectively. A
function of this kind can written as a partial fraction expansion of the form

Y (s) =
∑
k

Rk
s− sk

+ Cs+D, (C1)

where s = iω + κ is a complex frequency, {sk} are the poles of Y (s), and {Rk} are the associated residues. We fit
Ym(ω) to a function of this kind using a well-established fitting routine [31] (see Fig. 5 for an example of this procedure
for the Lamb-wave resonator of Fig. 2).

The choice of synthesis is in general not unique. In this work, it is convenient to synthesize Ym(ω) as a series
combination of parallel inductances and capacitances, such as those shown in Figs. 1 and 3 in the main text. The
self-resonance ωk of each LC block then corresponds to a zero of Ym(ω), and the capacitance Ck can be extracted
through

Ck = lim
ω→ωk

{
1

2
Im [∂ωYm(ω)]

}
, (C2)

form which it follows that

Lk =
1

ω2
kCk

. (C3)

For the single-mode analysis of the analytical model and the Lamb-wave resonator, there is an LC block with
L = ∞ and C = C0, the dc capacitance of the system (see Fig. 1 in the main text). This is absent in the black-box
analysis [25] of multimode systems, because there the transmon inductance LJ is lumped into the network as well.
To extract C0, we probe the dc response of the system by simulating the admittance spectrum from dc up to 50 MHz
(Fig. 5), where Im [Ym(ω)] has a featureless linear dependence Im [Ym(ω)] ∼ iωC0 and C0 is simply the slope,

C0 = lim
ω→0
{Im [∂ωYm(ω)]} . (C4)
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