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Entangled multiphoton states lie at the heart of quantum information, computing, and 

communications. In recent years, topology has risen as a new avenue to robustly transport 

quantum states in the presence of fabrication defects, disorder and other noise sources. 

Whereas topological protection of single photons and correlated photons has been re-

cently demonstrated experimentally, the observation of topologically protected entangled 

states has thus far remained elusive. Here, we experimentally demonstrate the topological 

protection of spatially-entangled biphoton states. We observe robustness in crucial fea-

tures of the topological biphoton correlation map in the presence of deliberately intro-

duced disorder in the silicon nanophotonic structure, in contrast with the lack of robust-

ness in nontopological structures. The topological protection is shown to ensure the 

coherent propagation of the entangled topological modes, which may lead to robust prop-

agation of quantum information in disordered systems. 

 

The discovery of topological insulators has stimulated the design of topological systems across 

many platforms beyond condensed matter, including electromagnetism [1]-[9], ultracold atoms 

[10],[11] and phonons [12]-[14]. In all these systems, the unique topology of the wave functions 
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in the band structure gives rise to protected edge modes which are inherently robust against 

disorder.   

Analogous to the original condensed matter systems, topological photonic systems pro-

vide an avenue for the robust transport of light. Classical light experiments have demonstrated 

topologically protected edge states in both the microwave [1],[6],[9], and optical regimes [2]-

[5],[7],[8] with potential applications in robust optical delay lines [15], lasing in topological 

defects [16]-[18], and eventually topological insulator lasers [19]-[21]. Recently, progress in 

topological photonics has extended into the quantum regime [22]-[32]. Photons remain intrin-

sically well-isolated from the environment, even at room temperatures, but scattering loss, ab-

sorption, and phase errors are still hindering the scalability of photonic quantum computing and 

communication systems. Single-photon experiments in free space have demonstrated topolog-

ical protection in discrete-time [22],[23],[27],[29]. However, the real advantage of using topo-

logical settings for quantum optics experiments should be in integrated platforms, where the 

topological protection can provide robustness against defects, inhomogeneities and disorder 

[24],[25]. In 2018, the first topological experiments with single photons in integrated platforms 

were reported, with the demonstration of an integrated photonics interface between a quantum 

emitter and counterpropagating single-photon edge states [28] and of high-visibility quantum 

interference of topological single-photon states [31], important steps for linear optics-based 

quantum computation. The photon number distribution of single photons shows lower variance 

than classical light, hence such experiments could have an impact in achieving lower noise 

sources. However, the propagation and manipulation of multiphoton states lie at the heart of 

quantum information systems and thus a platform which can protect multiphoton states is of 

great interest. A recent experiment has shown lattice topology giving rise to spectrally robust 

generation of photon pairs [30]. Independently, our team has demonstrated topological protec-

tion of the biphoton correlation in a CMOS-compatible lattice of coupled silicon nanowires 

[32]. Nonetheless, until now, the experimental demonstration of topological protection of en-

tangled states remained a challenge. 
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Here, we present the first experiments demonstrating topological protection of entan-

gled biphoton states. We fabricate and measure a topological nanophotonic system based on 

the Su-Schrieffer-Heeger (SSH) model [33] with two spatially-entangled biphoton states, as 

theoretically suggested in [32]. The silicon nanowires are arranged in a one-dimensional lattice 

with staggered short and long gaps which determine the coupling constants between adjacent 

nanowires [8],[32]. The introduction of long-long defects into the gaps results in topological 

interfaces between two mirror images of the SSH lattice and yields topological modes localized 

at the interfaces. Our lattice contains two of these long-long defects. We generate multiphoton 

spatial entanglement between these modes, using on-chip generated correlated photon pairs, 

and we experimentally demonstrate the robustness of the spatially entangled biphoton correla-

tion map against disorder in the position of the silicon nanowires.  

 

METHODS 

Figure 1A presents a scanning electron microscope (SEM) image of one of the fabricated lat-

tices with two long-long topological defects separated by 5 dimers (10 nanowires) to avoid 

coupling between the resulting two topological defect modes. The complete lattice contains 202 

silicon nanowires with length L = 381 μm, height h = 220 nm and width w = 450 nm on a silica 

substrate. The gaps separating the waveguides alternate between short gap gs = 173 nm and 

long gap gl = 307 nm, in resemblance to the SSH model. The two center waveguides of the 

long-long defects are shaded in yellow.  

To faciliate comparison, we fabricate and measure equivalent arrays with two topolog-

ically-trivial defects, also separated by 5 dimers to avoid coupling between the two resulting 

trivial modes. These arrays are comprised of 202 equidistant nanowires with two wider wave-

guides that create regions with a higher effective index of refraction within the lattice, giving 

rise to two trivially localized defect modes. Figure 1B shows an SEM image of one such lattice, 

with the wider waveguides shaded in yellow. We keep the nanowire dimensions the same but 
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choose a gap g = 100 nm between all nanowires and a width wc = 465 nm for the two center 

waveguides to achieve the same modal confinement as the topological system.  

 

Fig. 4: Experimental setup of our nanophotonic platform. (A) SEM image of the center waveguides of a 
fabricated lattice with ^ topological defects. The center waveguide of each long-long defect is highlighted in 
yellow. (B) SEM image of center waveguides of non-topological system with two trivial defects, where lo-
calization is provided by index-guiding. The two wider waveguides are highlighted in yellow. (C) Schematic 
of the experimental setup. Mode-locked laser (MLL), polarization controllers (PCs), on-chip multimode in-
terferometer (MMI), lattice of coupled silicon waveguides with two long-long defects supporting topological 
modes localized around waveguides `a and bcd, arrayed waveguide gratings (AWGs), tunable filters, super-
conducting nanowire single-photon detectors (SSPDs), and time correlation circuit (TCC). 

 

We generate the entangled biphoton states via spontaneous four wave mixing (SFWM) 

within the photonic chip itself. We launch picosecond pulses at 1550 nm emitted by a mode-

locked laser at the input of the chip, by splitting into two arms of equal intensity by a multimode 

interferometer (MMI), as shown in Fig. 1C. Each arm is then directed into the center waveguide 

of each of the two long-long (wider waveguide) defects to excite the two topological (trivial) 

modes of the lattice.  As the short pulses propagate through the silicon nanowires, the high peak 

power and spatial confinement of the light results in the probabilistic generation of correlated 
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signal and idler photon pairs over a broad frequency range via SFWM. These frequency-corre-

lated photon pairs generate spatial entanglement as they couple strongly to the two topological 

(trivial) modes of the lattice. At the output of the lattice, we filter signal and idler photons at 

1545 nm and 1555 nm respectively, which satisfies energy conservation, and individually detect 

them using superconducting nanowire single-photon detectors (SSPDs). Matching arrival times 

of the signal and idler photon pairs are measured through a time correlation circuit (TCC) and 

thus, we map out the spatial profile of the entangled biphoton states.  

 

RESULTS 

Entangled biphoton correlation maps 

We measured the biphoton correlation map at the output of two topological lattices with differ-

ent levels of deliberately-introduced disorder in the waveguide positions, which is manifested 

as disorder in the coupling constants. Fig. 2A (Fig. 2B) shows the biphoton correlation counts 

over a 30-minute measurement for a lattice with two topological modes and disorder of 40% 

(60%) in the coupling constants, which we implement by varying the gaps between waveguides 

within the range of a few tens of nanometers. Notice that this disorder, although very significant, 

preserves the chiral symmetry of the structure, and therefore topological protection is expected. 

For each lattice, the output from ten waveguides were collected – five around each defect, in-

cluding the two waveguides at the center of the topological long-long defects (labelled as 96 

and 107) and two waveguides on either side of those two.  

To emphasize the special nature of these topological lattices we measured the biphoton 

correlation maps at the outputs of two trivial lattices also with increasing levels of deliberately-

introduced disorder in the positions of the waveguides (Fig. 2C and 2D). Since the gaps in the 

trivial lattice are much smaller, we introduced lower levels of disorder in the coupling constant, 

0% and 40% respectively. This is to avoid breaking the design rules provided by the nanofab-

ricators, as implementing the levels of disorder used in the topological lattices would lead to 
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instances with excessively small gaps between waveguides that would most likely not be repro-

duced accurately in the fabricated structure. 

To compare with theory, we performed propagation simulations on each measured lat-

tice using the nearest-neighbor tight-binding model (Fig. 2E-2H), and observe agreement in the 

key features between the experimental measurements and simulated correlation maps. A formal 

description of the Hamiltonians describing the system and the biphoton dynamics is given in 

the Supplementary Material of [32].  

In both topological lattices, we observe distinct local peaks at waveguides 96 and 107, 

which show the strong localization of the topological modes to the center of the long-long de-

fects. This corresponds to when the signal and idler photons are both in the center waveguides. 

Other notable counts include the signal and idler photons both in the next-adjacent waveguides, 

and the case when the signal (idler) is in center and the idler (signal) is in the next-adjacent. 

Most importantly, we clearly observe spatial entanglement between two modes that show the 

spatial signature of the topological modes in the SSH model: zero counts at every other element 

of the biphoton correlation map. The preservation of this feature between the two lattices with 

differing levels of disorder in the waveguide positions (Fig. 2A and 2B) is strong evidence of 

the topological nature of this entangled state. The asymmetry between the two-peaks observed 

in the measured biphoton correlation maps does not contradict this claim and it is indeed ex-

pected in the presence of disorder. As discussed in [32], the topological protection in this system 

guarantees the preservation of two important features of each of the topological modes: the 

zero-amplitude in the odd elements of the correlation map and the propagation constant of each 

of the entangled modes.  This is further supported by the simulations in Fig. 2E and 2F, which 

account for the deliberately introduced disorder in the position of the waveguides and, whereas 

they clearly show the preservation of the topological features of the entangled state, they also 

show asymmetry between the two peaks.  

For comparison, we now consider the two trivial lattices with 0% and 40% disorder in 

the coupling constants, whose measured biphoton correlation maps are shown in Fig. 2C and 
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2D. The biphoton correlations at the output also show distinct peaks at the two center wave-

guides, highlighting the entanglement between the two trivial modes. However, since these are 

merely due to index-guiding, the measured biphoton correlations demonstrate no preserved fea-

tures and robust transport cannot be achieved with this topologically-trivial system. The corre-

sponding simulations in Fig. 2G and 2H reflect this lack of protection in the presence of disor-

der.  

To fully understand every feature in the measured biphoton correlations, it is crucial to 

appreciate that the deliberately introduced disorder in the gaps at the design phase is not the 

only disorder present in the system. In this one-dimensional SSH lattice, the entangled topolog-

ical system is only robust against disorder which preserves the chiral symmetry. In an SSH 

lattice such as ours, variations in the widths of the waveguides do not preserve chiral symmetry. 

The variations in the waveguide widths lead to changes in the propagation constant of each 

individual waveguide. This in turn alters the on-diagonal elements of the Hamiltonian describ-

ing the system, which results in the two anomalous non-zero counts in Fig. 2B (inset) where a 

wider waveguide 108 conduces to some index localization. The discrepancy between the meas-

ured and simulated trivial biphoton correlation in the absence of disorder, shown in Fig. 2C and 

2G respectively, are also explained from this undesired on-diagonal disorder perspective. These 

variations in the widths due to fabrication imperfections are very hard to characterize accu-

rately, since they appear at random positions and are often below the resolution of the SEM. 

Therefore, we have not included this type of disorder in the simulations shown in Fig. 2E-2H. 

Finally, the dramatic difference in the number of correlated counts in the two center waveguides 

of Fig. 2B is likely due to the uneven splitting of light by the MMI, also due to fabrication 

imperfections. As we discuss in the next section, the impact of these types of disorder can be 

reduced by optimizing the design to be more robust to them. 

A formal description of the entanglement in these systems with two defects and a com-

mon pump is given in the Supplementary Material of [32] using the Schmidt decomposition.  

Here, we have computed a lower bound on the Schmidt number for the four measured biphoton 
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correlation maps shown in Fig. 2A-2D and obtained 2.1512, 1.5088, 2.7714 and 2.7702 respec-

tively. The fact that the Schmidt number is always well above one, highlights the strong spatial 

entanglement present in all our measurements. 

 

Fig. 9: Biphoton states of topological and trivial lattices. (A and B) Measured biphoton correlations for top-
ological lattices with two long-long defects and deliberately-introduced random disorder in the waveguide 
positions. Every second element has zero counts – a feature of the topological modes. (C and D) Measured 
biphoton correlations for trivial lattices with random disorder. No features in the correlated counts are pre-
served. (E to H) Corresponding simulations for the topological and trivial lattices with the disorder included. 
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Propagation Constant 

Let us now consider the other preserved quantity of the topological protection in our system – 

the fixed propagation constants (analogous to energy in correlated electron systems) of the two 

defect modes – which relates to phase preservation and is thus of interest for quantum compu-

ting and information processing applications. Consider the weak pump regime, where the prob-

ability of generating a pair of photons in both topological defect modes simultaneously via 

SFWM is negligible. The biphoton outputs can then be described as an entangled N00N state 

|ψ⟩	=	
|A⟩s|A⟩i	+	e2iϕ|B⟩s|B⟩i

	√2	
 

where s and i refer to signal and idler photons respectively, and ϕ is the phase difference be-

tween the two biphoton outputs A and B. This phase difference could arise due to a difference 

in the propagation constant between the two defect modes, which would yield an accumulated 

phase difference after a given propagation distance. We can characterize ϕ by taking the out-

puts from the two defects to interfere through a 50:50 beam-splitter. The output after the inter-

ferometer can be expressed as a linear superposition of bunched states |𝜓01234⟩ =

	 5
√6
(|𝐵⟩9|𝐵⟩: − |𝐴⟩9|𝐴⟩:) where the signal and idler appear together, and split states |𝜓9>?5@A =

	 5
√6
(|𝐴⟩9|𝐵⟩: + |𝐵⟩9|𝐴⟩:) where the signal and idler appear in different outputs [34],	

|𝜓B1@⟩ = cos𝜙 |𝜓9>?5@A + sin𝜙 |𝜓01234⟩. 

We define the visibility of the system as the normalized difference between the intensi-

ties of the split and bunched peaks  

  

Visibility =
cos6 𝜙 − sin6 𝜙
cos6 𝜙 + sin6 𝜙 = cos 2𝜙. 

 

Note that for two defect modes with the same output phase, i.e. ϕ	=	0, purely split states 

are obtained, akin to a reverse Hong-Ou-Mandel interferometry process, and the visibility of 

the system is 1.  
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We simulate the interference of the output defect modes for the fabricated topological 

and trivial lattices of Section 3.1, including their specifically designed disorders in the position 

of the waveguides. Figure 3 shows the biphoton correlation maps after interferometry and their 

calculated visibilities. As our team discussed in [32], the absence of the two bunch peaks after 

the beam splitter – out of the four potential peaks: two bunch and two split peaks – is the sig-

nature of high visibility quantum interference of the biphoton states. For the topological lattices 

(Fig. 3A and 3B), we observe that the visibilities remain close to 1, despite the increasing dis-

order in the positions of the waveguides, highlighting the topological protection of the entan-

gled state. The fact that the visibility is not exactly 1 for the topological lattices is due to the 

difference in the intensities of the outputs A and B, and in fact, the relative propagation constant 

of the two topological modes Δkz	=	Qkz,	A	-	kz,	BQ remains at zero for both lattices.  

Fig. =: Visibility and biphoton correlation map after interferometry. (A and B) Simulations for fabricated 
topological lattices from Fig. ^A and ^B respectively. (C and D) Simulations for fabricated trivial lattices 
from Fig. ^C and ^D respectively. 
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The trivial lattice with no introduced disorder (Fig. 3C) similarly produces a visibility 

of 1. However, in the presence of disorder in the position of the waveguides (Fig. 3D), both 

bunch and split peaks are distinctly present, and the visibility drops dramatically, showing that 

the output phases of the defect modes are unequal. A direct calculation of the propagation con-

stant mismatch between the two trivial modes from the Hamiltonian of the disordered system 

measured in Fig. 2D gives Δkz	=	1.83	×	104 m-1, which results in a large accumulated phase dif-

ference of ϕ	=	6.96 radians after propagating through the length of the lattice. Furthermore, 

this phase difference of the entangled state takes on vastly different values over multiple reali-

zations of the same amount of random disorder. To demonstrate this, we run simulations with 

different iterations of the same amount of random disorder introduced into the coupling con-

stants (positions of the waveguides) which constitute the off-diagonal elements in the system 

Hamiltonian. Figure 4A plots the mean absolute deviation of the visibility away from the ideal 

value of 1 over 100 iterations for each different level of disorder. In the topological lattices 

(blue), we see that the deviation in the visibility remains close to zero, i.e. the visibility stays 

close to 1, as disorder is introduced. It increases slightly mostly due to the increasing likelihood 

of imbalance in the intensities of the peaks caused when one topological defect mode becomes 

less confined than the other due to the disorder. Indeed, Fig. 4B shows that the mean difference 

in the propagation constants of the topological defect modes remains effectively at zero. This 

is strikingly different from the trivial case (Fig. 4A, red) where the mean deviation sharply 

jumps up as soon as disorder is present. The mean visibility falls close to zero as a result of the 

phase difference being completely randomized over a wide range (Fig. 4B, red).  

For completion, in the Supplementary Material, we characterized the system with re-

spect to a type of disorder that does not preserve the chiral symmetry: disorder in the widths. 

We verified that the topology cannot protect the entanglement against this type of disorder. 

However, in our experiment, strong signatures of topological protection in the spatial features 

of the entangled biphoton states were nonetheless observed also under disorder in the wave-

guide widths. This allows us to conclude that, even if disorder in the widths is expected from 



12 

fabrication tolerances, this platform still serves well as a playground for experiments investi-

gating the effect of topology on multiphoton entangled states. 

 
 
Fig. ?: The effect of increasing levels of off-diagonal disorder on topological (blue) and trivial (red) lattices. 
(A) Mean absolute deviation from visibility = b for increasing values of disorder in the coupling constants 
(manifesting in the waveguide positions). (B) Mean and range of difference in propagation constants of the 
two defect modes Δkz (left) and the corresponding phase difference at the output of the lattice (right) for 
increasing disorder in the coupling constants. 

 

CONCLUSION 

In this article, we presented experimental evidence of biphoton entanglement between two top-

ological modes in a silicon photonics platform. We demonstrated the protection of crucial spa-

tial features of these entangled biphoton states against disorder that preserves the chiral sym-

metry of the system. In particular, we have shown that the system is robust against fabrication 

disorder in the positions of the waveguides. Associated with the protection of the spatial fea-

tures is the other signature of topological protection in SSH systems: the robustness in the prop-

agation constants. We have shown, using simulations, that this signature should manifest in 

A

B
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preserving the coherence between topological modes, and therefore in preserving the entangle-

ment. The next step is to measure this second signature experimentally using quantum interfer-

ence, in line with the experiments in [31].  

Altogether, the experiments and simulations presented here provide an experimental 

proof of concept that topology can indeed protected entanglement against disorder and defects. 

In our specific photonic platform, being one-dimensional, the protection is against disorder in 

the positions of the waveguides. However, in photonic platforms of higher dimensionality – 

such as the helical waveguides [2] and the asymmetrically coupled resonators [3] – the topo-

logical protection is expected to be much more general [23], including against disorder in the 

waveguides width and depth, and also in the coupling between adjacent waveguides. We expect 

that the robustness of the biphoton correlated map demonstrated here will spark future investi-

gations aiming to encode and manipulate information in the form of qubits on various kinds of 

topological nanophotonics platforms. In this respect, the experiments presented here constitute 

the first experimental proofs of concept that topology can indeed provide robustness to entan-

gled photonic states.  

 

ACKNOWLEDGEMENTS 

This work is the result of a close collaboration between the University of Sydney and the Tech-

nion. The authors are grateful for a joint grant by the Technion Society of Australia (NSW) 

together with the NSW Department of Industry. The work was also funded by the Professor 

Harry Messel Research Fellowship of the School of Physics of the University of Sydney and 

the Centre of Excellence CUDOS (CE110001018) and Laureate Fellowship (FL120100029) 

schemes of the Australian Research Council (ARC). 

 

REFERENCES 

[b] Z. Wang, Y. Chong, J. D. Joannopoulos and M. Soljačić, "Observation of unidirectional 
backscattering-immune topological electromagnetic states," Nature, vol. rab, pp. dd^-
dds, ^cc`.  



14 

[^] M. C. Rechtsman, J. M. Zeuner, Y. Plotnik, Y. Lumer, D. Podolsky, F. Dreisow, S. 
Nolte, M. Segev and A. Szameit, "Photonic Floquet topological insulators," Nature, vol. 
r`a, pp. b`a-^cc, ^cbt.  

[t] M. Hafezi, S. Mittal, J. Fan, A. Migdall and J. M. Taylor, "Imaging topological edge 
states in silicon photonics," Nature Photonics, vol. d, pp. bccb-bccs, ^cbt.  

[r] N. Malkova, I. Hromada, X. Wang, G. Bryant, and Z. Chen, “Observation of optical 
Shockley-like surface states in photonic superlattices,” Opt. Lett., vol. tr, p. batt, ̂ cc`. 

[s] J. M. Zeuner, M. C. Rechtsman, Y. Plotnik, Y. Lumer, S. Nolte, M. S. Rudner, M. 
Segev, and A. Szameit, Phys. Rev. Lett., vol. bbs, p. crcrc^, ^cbs. 

[a] C. Poli, M. Bellec, U. Kuhl, F. Montessagne, and H. Schomerus, “Selective enhance-
ment of topologically induced interface states in a dielectric resonator chain,” Nat. Com-
mun., vol. a, p. adbc, ^cbs. 

[d] A. P. Slobozhanyuk, A. N. Poddubny, A. E. Miroshnichenko, P. A. Belov, and Y. S. 
Kivshar, “Subwavelength Topological Edge States in Optically Resonant Dielectric 
Structures”, Phys. Rev. Lett., vol. bbr, p. b^t`cb, ^cbs. 

[y] A. Blanco-Redondo, I. Andonegui, M. J. Collins and G. L. Y. Harari, "Topological Op-
tical Waveguiding in Silicon and the Transition between Topological and Trivial Defect 
States," Physical Review Letters, vol. bba, no. bat`cb, ^cba.  

[`] S. Kruk, A. Slobozhanyuk, D. Denkova, A. Poddubny, I. Kravchenko, A. Mirosh-
nichenko, D. Neshev, and Y. Kivshar, “Edge States and Topological Phase Transitions 
in Chains of Dielectric Nanoparticles”, Small, vol. bt, p. bactb`c, ^cbd. 

[bc] G. Jotzu, M. Messer, R. Desbuquois, M. Lebrat, T. Uehlinger, D. Greif och T. Esslinger, 
”Experimental realization of the topological Haldane model with ultracold fermions,” 
Nature, vol. sbs, pp. ^td-^rc, ^cbr.  

[bb] M. Aidelsburger, M. Lohse, C. Schweizer, M. Atala, J. T. Barreiro, S. Nascimbène, N. 
R. Cooper, I. Bloch and N. Goldman, "Measuring the Chern number of Hofstadter bands 
with ultracold bosonic atoms," Nature Physics, vol. bb, pp. ba^-baa, ^cbs.  

[b^] C. L. Kane and T. C. Lubensky, "Topological boundary modes in isostatic lattices," 
Nature Physics, vol. bc, pp. t`-rs, ^cbr.  

[bt] R. Süsstrunk and S. D. Huber, "Observation of phononic helical edge states in a me-
chanical topological insulator," Science, vol. tr`, no. a^rt, pp. rd-sc, ^cbs.  

[br] Z. Yang, F. Gao, X. Shi, X. Lin, Z. Gao, Y. Chong and B. Zhang, "Topological Acous-
tics," Physical Review Letters, vol. bbr, no. bb, pp. tcb-tcr, ^cbs.  

[bs] M. Hafezi, E. A. Demler, M. D. Lukin and J. M. Taylor, "Robust optical delay lines 
with topological protection," Nature Physics, vol. d, pp. `cd-`b^, ^cbb.  

[ba] L. Pilozzi and C. Conti, "Topological lasing in resonant photonic structures," Physical 
Review B, vol. `t, no. b`, p. b`stbd, ^cba.  

[bd] P. St-Jean, V. Goblot, E. Galopin, A. Lemaître, T. Ozawa, L. Le Gratiet, I. Sagnes, J. 
Bloch and A. Amo, "Lasing in topological edge states of a one-dimensional lattice," 
Nature Photonics, vol. bb, no. ^cbd, pp. asb-asa, ^cbd.  

[by] M. Parto, S. Wittek, H. Hodaei, G. Harary, M.A. Bandres, J. Ren, M.C. Rechtsman, M. 
Segev, D.N. Chris-todoulides and M. Khajavikhan, Edge-states lasing in bD topological 
active arrays, Phys. Rev. Lett. b^c, bbt`cb (^cby) 

[b`] B. Bahari, A. Ndao, F. Vallini, A. El Amili, Y. Fainman, and B. Kanté, “Nonreciprocal 
lasing in topological cavities of arbitrary geometries”, Science, vol. tsy, pp. ata–arc, 
^cbd. 

[^c] G. Harari, M. A. Bandres, Y. Lumer, M. C. Rechtsman, Y. D. Chong, M. Khajavikhan, 
D. N. Christodoulides, and M. Segev, “Topological insulator laser: theory”, Science, 
vol. ts`, eaarrcct, ^cby. 

[^b] M. A. Bandres, S. Wittek, G. Harari, M. Parto, J. Ren, M. Segev, D. N. Christodoulides, 
and M. Khajavikhan “Topological insulator laser: experiments”, Science, vol. ts`, 
eaarrccs, ^cby. 



15 

 

[^^] T. Kitagawa, M. A. Broome, A. Fedrizzi, M. S. Rudner, E. Berg, I. Kassal, A. Aspuru-
Guzik, E. Demler and A. G. White, "Observation of topologically protected bound states 
in photonic quantum walks," Nature Communications, vol. t, no. yy^, ^cb^.  

[^t] F. Cardano, M. Maffei, F. Massa, B. Piccirillo, C. de Lisio, G. De Filippis, V. 
Cataudella, E. Santamato and L. Marrucci, "Statistical moments of quantum-walk dy-
namics reveal topological quantum transitions," Nature Communications, vol. d, no. 
bbrt`, ^cba.  

[^r] M. C. Rechtsman, Y. Lumer, Y. Plotnik, A. Perez-Leija, A. Szameit, and M. Segev, 
“Topological protection of photonic path entanglement” Optica, vol. t, pp. `^s-`tc, 
^cba. 

[^s] S. Mittal, V.V. Orre and M. Hafezi, “Topologically robust transport of entangled pho-
tons in a ^D photonic system,” Opt. Exp. ^r, bsatb (^cba) 

[^a] M. A. Gorlach, and A. N. Poddubny, “Topological edge states of bound photon pairs”, 
Phys. Rev. A., vol `s, p. cstyaa, ^cbd.  

[^d] L. Xiao, X. Zhan, Z. H. Bian, K. K. Wang, X. Zhang, X. P. Wang, J. Li, K. Mochizuki, 
D. Kim, N. Kawakami, W. Yi, H. Obuse, B. C. Sanders, and P. Xue, “Observation of 
topological edge states in parity-symmetric quantum walks”, Nature Phys., vol.bt, pp. 
bbbd-bb^r, ^cbd. 

[^y] S. Barik, A. Karasahin, C. Flower, T. Cai, H. Miyake, W. DeGottardi, M. Hafezi and 
E. Waks, "A topological quantum optics interface," Science, vol. ts`, pp. aaa-aay, 
^cby.  

[^`] C. Chen, et al. “Observation of topologically protected edge states in a photonic two-
dimensional quantum walk”, Phys. Rev. Lett., vol.b^^, p. bccsc^, ^cby. 

[tc] S. Mittal, E. Goldschmidt and H. Hafezi, "A topological source of quantum light," Na-
ture, vol. sab, pp. sc^-sca, ^cby.  

[tb] J.-L. Tambasco, G. Corrielli, R. J. Chapman, A. Crespi, O. Zilberberg, R. Osellame, and 
A. Peruzzo, “Quantum interface of topological states of light”, Science Advances, vol. 
r, eaattbyd, ^cby. 

[t^] A. Blanco-Redondo, B. Bell, D. Oren, B. J. Eggleton and M. Segev, "Topological pro-
tection of biphoton states," Science, vol. ta^, pp. say-sdb, ^cby.  

[tt] W. P. Su, J. R. Schrieffer and A. J. Heeger, "Solitons in Polyacetylene," Physical Re-
view Letters, vol. r^, no. ^s, pp. ba`y-bdcb, b`d`.  

[tr] J. W. Silverstone, D. Bonneau, K. Ohira, N. Suzuki, H. Yoshida, N. Iizuka, M. Ezaki, 
C. M. Natarajan, M. G. Tanner, R. H. Hadfield, V. Zwiller, M. G. D., J. G. Rarity, J. L. 
O'Brien and M. G. Thompson, "On-chip quantum interference between silicon photon-
pair sources," Nature Photonics, pp. bcr-bcy, ^cbt.  

 
 
  



16 

SUPPLEMENTARY MATERIAL 

 

In the main text we provided the first experimental demonstration of topological protection of 

entangled photonic states.  The particular platform used to provide this proof-of-concept is a 

bipartite lattice of silicon nanowires with alternate coupling strengths and two topological de-

fects. This nanophotonics platform implements an SSH Hamiltonian, which is robust against 

off-diagonal disorder, or, in other words, disorder that preserves the chiral symmetry of the 

system. We experimentally showed topological robustness of the spatially entangled biphoton 

states against such type of disorder in the main text.  

Here, for the sake of completeness, we consider the effect of disorder in the widths of the wave-

guides, which affects the on-diagonal elements of the system Hamiltonian and which we know 

from our measurements that is present in our system. Topological protection in the particular 

one-dimensional platform does not extend to this type of disorder which breaks the chiral sym-

metry of the system and thus, the disorder affects both the topological and trivial cases similarly 

(Fig. S1A and S1B). We have considered a fairly small range of disorder in the widths for our 

simulations, 0-0.22% of on-diagonal disorder, which corresponds to variations in the width of 

the waveguides of around ±1 nm. A SEM analysis of several fabricated structures, combined 

with the e-beam tolerances given by the fabricators, indicate this is a realistic range. Note the 

high sensitivity of both topological and trivial systems to this type of disorder, with even small 

deviations in the waveguide widths generating large deviations from the ideal visibility of 1.  

Looking towards future applications of this type of structures in quantum information systems, 

this issue certainly poses a nanofabrication challenge, as the accuracy in the waveguide widths 

is crucial to preserve topological protection. However, we have verified that at least half of our 

fabricated topological lattices showed strong evidence of topological protection, indicating that 

current e-beam fabrication tolerances are not far to meeting the level of accuracy required. Fur-

ther, this problem can be largely alleviated by using wider waveguides in future designs, given 

that the same absolute variation in the widths would give rise to much smaller changes in the 
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on-diagonal terms of the Hamiltonian, i.e. in the propagation constant of each of the individual 

waveguides. 

Importantly, the experiments presented in the main text are a proof of concept that topology 

can protect entangled photonic states. We expect that our results will inspire subsequent exper-

iments aiming for topological protection of the entanglement in a variety of other platforms, 

including bidimensional platforms that are robust against disorder in the waveguide widths. 

 
Fig. S4: The effect of increasing levels of on-diagonal disorder on topological (blue) and 

trivial (red) lattices. (A) Mean absolute deviation from visibility = b for increasing values of 
disorder in the propagation constant of the individual waveguides (manifesting in the widths of 
the waveguides). (B) Mean and range of difference in propagation constants of the two defect 
modes Δk[ (left) and the corresponding phase difference at the output of the lattice (right) for 
increasing disorder in the waveguide widths. Means and ranges for all cases are calculated over 
bcc iterations of each level of disorder 
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