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We report the discovery of a new noncentrosymmetric superconductor CaPtAs. It crystallizes in a
tetragonal structure (space group I41md, No. 109), featuring three dimensional honeycomb networks
of Pt-As and a much elongated c-axis (a = b = 4.18 Å, and c = 43.70 Å). The superconductivity
of CaPtAs with Tc = 1.47K was characterized by means of electrical resistivity, specific heat, and
ac magnetic susceptibility. The electronic specific heat Ce(T )/T shows evidence for a deviation
from the behavior of a conventional BCS superconductor, and can be reasonably fitted by a p-wave
model. The upper critical field µ0Hc2 of CaPtAs exhibits a relatively large anisotropy, with an
in-plane value of around 204 mT and an out-of-plane value of 148 mT. Density functional theory
calculations indicate that the Pt-5d and As-4p orbitals mainly contribute to the density of states
near the Fermi level, showing that the Pt-As honeycomb networks may significantly influence the
superconducting properties.

PACS number(s):

INTRODUCTION

Noncentrosymmetric superconductors (NCSs) have
been extensively studied since the discovery of coexis-
tent heavy fermion superconductivity and antiferromag-
netism in CePt3Si [1, 2]. CeTX 3 (T = transition metal,
X = Si, Ge, Al) are another family of noncentrosymmet-
ric strongly correlated systems [3–6], which crystallize
in the tetragonal BaNiSn3-type structure, and in some
cases unconventional superconductivity is observed un-
der pressure in the vicinity of the suppression of anti-
ferromagnetic order [7–9]. The symmetry-allowed anti-
symmetric spin-orbit coupling (ASOC) has profound in-
fluences on the underlying superconducting state, where
parity is no longer a good quantum number due to the
breaking of inversion symmetry. In principle, the ASOC
allows for the admixture of spin singlet and spin triplet
pairing states, which has been experimentally observed
in Li2Pd3B/Li2Pt3B [10, 11], where the lack of electronic
correlations allows for the influence of the ASOC to be
disentangled from the correlation effects. In addition to
the interest in further studying the influence of ASOC on
the superconducting pairing, some NCSs are proposed to
be candidates for topological superconductivity, such as
YPtBi [12], BiPd [13], and PbTaSe2 [14].

Furthermore, an increasing number of NCSs have been
found to show time-reversal symmetry (TRS) breaking
upon entering the superconducting state, such as LaNiC2

[15], La7Ir3 [16], Zr3Ir [17], and a number of Re-based
systems with the α-Mn structure [18–21]. However, in
contrast to the previously known TRS breaking strongly
correlated superconductors, such as Sr2RuO4 [22–24] and
UPt3 [25, 26], these systems have generally been found to
have fully opened superconducting gaps [2, 18–21, 27–29].

The origin of these observations and their relationship
with the noncentrosymmetric crystal structures remain
to be determined. It is of particular importance to look
for new families of NCSs in order to characterize the su-
perconducting properties and examine the influence of a
strong ASOC and potential TRS breaking.

The alkaline-earth based equiatomic ternary com-
pounds have attracted considerable interest since SrP-
tAs was found to superconduct below 2.4 K [30]. SrPtAs
crystallizes in the KZnAs-type structure (space group
P63/mmc, No.194), where layers of Pt-As honeycombs
and Sr are alternately stacked along the c-axis. [30, 31].
The global symmetry of SrPtAs is centrosymmetric, how-
ever, inversion symmetry is broken within a single Pt-
As layer, and it has been proposed that such a locally
noncentrosymmetric structure can have significant con-
sequences on the superconductivity, such as allowing
singlet-triplet pairing [32, 33]. TRS was found to be bro-
ken below Tc in SrPtAs [34], and furthermore a chiral
d -wave pairing has been proposed for the pairing state
[35].

Recently, two additional examples of alkaline-earth
based 111 superconductors were reported, BaPtAs [36]
and BaPtSb [37], which also have hexagonal structures
with stacked Pt-As/Sb layers. For BaPtAs, three dif-
ferent polymorphs have been found: the SrPtSb-type
(space group P 6̄m2, No.187), YPtAs-type (space group
P63/mmc, No.194) and LaIrSi-type (space group P213,
No.198) [36]. While the former two types feature ordered
honeycomb network structure, and are superconducting
below 2.8 K and 2.1-3 K, respectively, the cubic LaIrSi-
type BaPtAs was found to be non-superconducting down
to 0.1 K [36]. The ordered honeycomb network structure
therefore appears to be favourable for the occurrence of
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superconductivity. In this paper, we report the discovery
of superconductivity in CaPtAs with Tc = 1.47 K, which
adopts a noncentrosymmetric tetragonal structure con-
sisting of twisted three-dimensional (3D) honeycombs of
Pt-As along the c-axis [38].

EXPERIMENTAL DETAILS

Polycrystalline samples of CaPtAs were synthesized
using a solid state reaction method. The PtAs2 precur-
sor was synthesized by heating stoichiometric quantities
of Pt-powder and As granules at 700 ◦C. Subsequently,
Ca, Pt and PtAs2 with a molar ratio of 2 : 1 : 1 were
loaded into a crucible and sealed in an evacuated quartz
ampule. The ampule was heated up to 1000 ◦C and sin-
tered at this temperature for several days. The sample
was then ground and pelleted before being annealed at
950 ◦C for another week. For the single crystal growth, a
self-flux method was used. The Ca, Pt and As elements
were combined in a molar ratio of 1:1:1, loaded into a
crucible and sealed in an evacuated quartz ampule. The
ampule was slowly heated up to 1150 ◦C, kept at this
temperature for several days before being slowly cooled.
The obtained polycrystalline samples are hard and black,
while the single crystals are shiny with a purple luster
and irregular plate shape [inset of Fig. 1(c)]. The crystal
structure of the synthesized samples werechecked by pow-
der x-ray diffraction (XRD) measured on a PANalytical
X’Pert MRD powder diffractometer with Cu Kα1 radi-
ation monochromated by graphite. For single crystals,
the orientation was also confirmed by XRD. The chemi-
cal composition was determined by energy-dispersive x-
ray spectroscopy (EDS) using a Hitachi SU-8010 Field
Emission scanning electron microscope. The electrical
resistivity and heat capacity measurements were carried
out using a Quantum Design Physical Property Measure-
ment System (PPMS-9 T). A four-contact method was
used for resistivity measurements. Alternating-current
(ac) magnetic susceptibility was measured in a 3He re-
frigerator down to 0.3K using an ac magnetometer.
Electrical resistivity measurements under hydrostatic

pressures were carried out using a piston-cylinder clamp-
type cell. Daphne oil 7373 was used as a pressure trans-
mitting medium. The pressure was determined by mea-
suring the superconducting transition of pure Pb.
DFT calculations were performed using the Vienna

ab-initio simulation package (VASP). In particular, the
projected augmented wave (PAW) method and Perdew-
Burke-Ernzerhoff (PBE) flavor of generalized gradient
approximation were employed. A plane-wave basis up
to 500 eV and 12×12×12 Γ-centered K-mesh were used
to ensure convergence. Both the lattice constants and
the atomic internal coordinates were optimized so that
the forces on each atom were smaller than 0.01 eV/Å
and the internal stress smaller than 0.1 kbar.
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FIG. 1. (Color online) (a) Crystal structure of CaPtAs where
one unit cell is displayed. The black, blue and red balls cor-
respond to Ca, Pt, and As atoms, respectively. (b) Room
temperature powder x-ray diffraction (XRD) pattern of poly-
crystalline CaPtAs. The vertical bars indicate the Bragg peak
positions. The unindexed peaks marked by an asterisk are
from nonmagnetic and nonsuperconducting PtAs2. (c) XRD
pattern collected by measuring a piece of single crystal, a
photo of which is shown in the inset.

RESULTS AND DISCUSSION

Structure and composition

The crystal structure of CaPtAs is shown in Fig. 1(a)
[38]. Both Ca, Pt, and As atoms occupy the 4a sites in
the unit cell with a = b = 4.18 Å, and c = 43.70 Å. Dif-
ferent from the other alkaline-earth 111-type compounds,
where the honeycomb networks layers are stacked along
the c-axis, the Pt-As formed honeycomb-like networks
in CaPtAs are aligned (with the normal direction of the
hexagons) along the a (or b) axis, where the orientation
of the hexagons is rotated by 90◦ upon translating along
the c-axis. As a result, the c-axis is extensively elongated,
leading to a long unit cell where the lattice parameter c
is over 10 times longer than the in-plane value. Also due
to such twisted structural feature, there is a lack of an
inversion center along the c-axis.

Powder XRD data for CaPtAs are shown in Fig. 1(b).
Almost all the diffraction peaks can be indexed by a
tetragonal structure with space group of I41md (No.109).
Peaks corresponding to a small amount of an additional
phase PtAs2, which is not superconducting, were also de-
tected. The XRD pattern measured on a CaPtAs single
crystal is shown in Fig. 1(c). Only the (00l) reflections
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FIG. 2. (Color online) Temperature dependence of the elec-
trical resistivity ρ(T ) of polycrystalline CaPtAs in zero field
from 0.3 K to 300 K. The inset shows the low temperature be-
havior in the vicinity of Tc. (b) The ac susceptibility χac(T )
(in phase part) and specific heat as Cp/T for polycrystalline
CaPtAs at low temperature. (c) Low temperature ρ(T ) and
Cp/T for single crystal CaPtAs.

are present, indicating a well-defined crystalline orienta-
tion and that the c-axis is perpendicular to the measured
crystal plane. EDS shows the chemical composition of
the crystal is Ca:Pt:As = 32.79: 33.76: 33.95, being close
to the stoichiometric ratio of 1: 1: 1.

Zero-field superconducting properties

Figure 2 shows the zero-field characterization of super-
conductivity in CaPtAs, including the electrical resistiv-
ity ρ(T ), ac magnetic susceptibility χac(T ), and specific
heat Cp/T . ρ(T ) of polycrystalline CaPtAs between 0.3
and 300K is shown in Fig. 2(a). The resistivity decreases
upon decreasing the temperature, showing typical metal-
lic behavior. No phase transition related to the mag-
netic, structural, or charge density wave can be found
before the superconducting transition at Tc = 1.47K,
which is defined from where ρ(T ) drops to 50% of the
normal state value [inset of Fig. 2(a)]. The superconduc-
tivity of polycrystalline CaPtAs was further confirmed
by measuring specific heat and ac magnetic susceptibil-
ity [see Fig. 2(b)]. In Cp/T , Tc was determined by the
balanced-entropy method, and in χac(T ), it was defined
as the midpoint of the transition. The values are 1.47
K and 1.475 K, respectively. For measurements of sin-
gle crystals, as shown in Fig. 2(c), the Tc values (1.34 K
from ρ(T ) and 1.35 K from Cp/T ) are slightly smaller
than those for the polycrystalline sample, but the super-
conducting transition is much sharper. The transition
widths in the resistivity ∆T , defined as the difference
between the onset of the transition and where ρ = 0 (=
T onset
c − T zero

c ), are found to be 0.16K and 0.08K, for
polycrystalline and single crystal samples, respectively.
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FIG. 3. (Color online) Electronic contribution to the heat
capacity as Ce(T )/T for (a) polycrystalline and (b) single-
crystalline CaPtAs. The solid red, green, and blue lines in
both (a) and (b) are results from fitting using a single band
s-, p-, and d - wave model, respectively. The fitted values of
∆0 for s-, p-, and d - wave model is 1.4, 1.7, and 2 kBTc,
respectively in (a), and 1.6, 2, and 2.4 kBTc in (b). Insets
show Cp(T )/T versus T 2 and the corresponding fitting with
Cp/T = γn + βT 2.

Figure 3 displays the electronic contribution to the
specific heat (Ce/T ) of both polycrystalline and single-
crystalline CaPtAs. As shown by the dashed-lines in the
insets, the phonon contributions are estimated by fitting
the normal-state specific heat to Cp/T = γn+βT 2, where
γn is the normal-state electronic specific heat coefficient,
and βT 2 corresponds to the low temperature phonon con-
tribution. The estimated γn is 4mJ/mol-K2 for both
polycrystal and single crystal samples, while their β val-
ues are 0.44mJ/(mol-K4) and 0.33mJ/(mol-K4), respec-
tively.

The Debye temperatures ΘD can be calculated ac-

cording to ΘD = 3

√

12π4nR
5β , where n = 3 is the num-

ber of atoms per formula unit and R is the molar
gas constant [39]. The ΘD are 237K and 260K for
polycrystals and single crystals, respectively. Based on
the McMillan formula [40], we estimated the respec-
tive electron-phonon couplings to be λep ≈ 0.5 and
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0.48, using λep = (1.04 + µ∗ log[ΘD/(1.45 ∗ Tc)])/((1 −
0.62 ∗ µ∗) log[ΘD/(1.45 ∗ Tc)] − 1.04), where the repul-
sive screened coulomb parameter µ∗ is taken to have the
typical value of 0.13. The relatively small λep indicates
that CaPtAs is a weakly coupled superconductor. In
addition, γn is related to the density of states at the

Fermi level N(EF ) by γn = π2

3
k2BN(EF ), where kB is

the Boltzmann constant. N(EF ) was calculated to be
1.7 states/(eV atom). The electronic specific heat jump
∆C/γnTc was determined from Fig. 3, which is about
0.92 for the polycrystalline sample, and 1.25 for the sin-
gle crystal. Both values are smaller than the BCS value.
Such reduced ∆C/γnTc could be caused by effects such
as multiple gaps or gap anisotropy [41, 42], or may be due
to extrinsic effects such as non-superconducting regions
of the sample.

The temperature-dependent electronic heat-capacity
in the superconducting state can be calculated from
Ce = T dS

dT , where the superconducting contribution to
the entropy S(T ) was calculated using [43]

S(T ) = −
6γn
π2kB

∫ ∞

0

[f ln f + (1− f) ln(1− f)]dǫ, (1)

in which f = (1 + eE/kBT )−1 is the Fermi function,
E(ǫ) =

√

ǫ2 +∆2(T ) is the excitation energy of quasi-
particles, where ǫ are the electron energies measured rel-
ative to the chemical potential [43, 44], and ∆(T ) is the
temperature dependent gap function, which in the BCS
s-wave model can be approximated as

∆s(T ) = ∆0 tanh[1.82[1.018(Tc/T − 1)]0.51], (2)

where ∆0 is the superconducting gap at zero temper-
ature. While in the p-, and d - wave model, ∆(T ) is
∆s(T ) sin θ and ∆s(T ) cos 2φ, respectively, with the ex-
istence of point node and line node in the respective gap
function.

The results from fitting with the above-mentioned
models are shown by the solid lines in Fig. 3, and the
fitted ∆0 for each model are listed in the caption of Fig.
3. It seems that Ce(T )/T of polycrystalline sample can
not be well fitted by any of the three models. While
for the single crystal data in Fig. 3(b), we find that
the p-wave model can fit Ce(T )/T across the measured
temperature, while the s-wave and d -wave models show
different degrees of deviation from the data. However, in
order to clarify the structure of the superconducting gap
and the nature of the pairing state, measurements using
high quality sample to lower temperatures are required,
in particular to determine whether there are nodes in the
gap.
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FIG. 4. (Color online) The temperature dependence of (a)
ρ(T ) and (b) Ce(T )/T for single crystalline CaPtAs under
various magnetic fields, where µ0H ‖ c.

In-field superconducting properties

To study the upper critical field µ0Hc2 of CaPtAs, we
performed electrical resistivity and heat capacity mea-
surements under various magnetic fields up to 0.2T. Con-
sidering the largely elongated c-axis in the lattice, we fo-
cus on the anisotropic of µ0Hc2, which was checked by
applying magnetic fields along the c-axis and within the
ab-plane. The data are shown in Fig. 4 and Fig. 5. Upon
applying the magnetic field, the transition is suppressed
to lower temperatures and becomes broader. In both
Fig. 4(b) and Fig. 5(b), Ce(T )/T displays a low temper-
ature upturn at higher magnetic fields, which we ascribe
to a nuclear Schottky contribution.

We summarize the results in Fig. 6, by plotting the
upper critical fields µ0Hc2 versus the normalized critical
temperature T/Tc, where Tc is the critical temperature
under zero-field. For the resistivity, Tc was determined
from the temperature where ρ(T,H) dropped to half of
the normal state value, while Tc from Ce(T,H)/T was de-
termined from the position of the midpoint of the jump
at the transition. It can be seen that for both field ori-
entations, the data points from resistivity and specific
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FIG. 5. (Color online) The temperature dependence of (a)
ρ(T ) and (b) Ce(T )/T for single-crystalline CaPtAs under
various magnetic fields, with µ0H ⊥ c.

heat coincide well. This is rather different with that ob-
served for PdTe2 [45, 46] and PbTaSe2 [47, 48], where
the differences were attributed to possible surface contri-
butions. The fitted µ0Hc2(0) of CaPtAs is smaller than
that of BaPtAs, where the extrapolated µ0Hc2(0) is 0.55
T for the SrPtSb-type structure, and 3 T (or 0.5 T) for
the YPtAs-type phase [36].

Both the Ginzburg-Landau (GL) model [49] and
Werthamer-Helfand-Hohenberg (WHH) model [50] were
applied to analyze the upper critical field. The ob-
tained zero temperature values are summarized in Ta-
ble I. For the WHH model analysis, the Maki param-
eter αM is found to be near zero. The Pauli limit
[51] of µ0Hc2 is estimated to be 1.86Tc = 2.7 T (us-
ing Tc of 1.47 K), which greatly surpasses the observed
values. Therefore, it is clear that CaPtAs is an or-
bital limited superconductor. By using the value of
µ0Hc2(0) from the WHH model shown in Table I, we
calculated the Ginzburg-Landau coherence length [43] to
be 472 Å for µ0H ‖ c and 402 Å for µ0H ⊥ c, using
ξGL = (φ0/2πµ0Hc2)

1/2, where the φ0 is the flux quan-
tum. Also by using l = 1.27×104×(ρ0n

2/3S/SF )
−1 [52],

we estimated the averaged mean free path as l = 15 Å,
where we use a residual resistivity ρ0 of 120 µΩ cm [Fig.
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FIG. 6. (Color online) Upper critical field µ0Hc2 versus the
normalized temperature T/Tc. The magnetic fields were ap-
plied along both the c-axis and ab-plane, respectively. The
fitted curves using the WHH (dashed line) and GL (solid line)
model are also displayed.

TABLE I. The fitting results of µ0Hc2(0) using the GL and
WHH models.

GL-model WHH-model
µ0H ‖ c µ0Hc2(0) = 164(1)mT µ0Hc2(0) = 148(1)mT
µ0H ⊥ c µ0Hc2(0) = 226(1)mT µ0Hc2(0) = 204(1)mT

2(c)], a carrier concentration n of about 1.8×1022 cm−3

(from the measured Hall coefficient at 2 K), and taking
the ratio of Fermi surface area S/SF ≈ 1. The BCS
coherence length ξ0 was estimated to be 3910 Å, using
ξ0 = 7.95 × 10−17 × (n2/3S/SF )(γnTc)

−1 [52]. Compar-
ing ξ0 with l, one can conclude that the single crystal is
in the dirty limit.

It can be seen that the experimental data can be better
fitted by the WHH model, as shown in Fig. 6. For both
models, the µ0Hc2(0) in the ab-plane is moderately larger
than that along the c-axis. Since in the dirty limit, ξGL =
0.855(ξ0l)

1/2, where ξ0 = ~νF /π∆(0) [43], it is possible
that the anisotropy of µ0Hc2(0) comes from anisotropy of
the Fermi velocity νF , gap anisotropy or mean free path.

Pressure effect and DFT calculations

The constituent elements of CaPtAs are close to the
alkaline-earth based 111 compounds, such as SrPtAs,
BaPtAs. However, its structure is more analogous to
LaIrAs [53], which also corresponds to the noncentrosym-
metric tetragonal space group I41md (No.109). In CaP-
tAs and LaIrAs, the Pt/Ir-As atoms form three dimen-
sional honeycombs networks. In particular, the honey-
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the pressure dependence of Tc.

combs in CaPtAs are rotated upon translating along the
c-axis, giving rise to the long periodicity. Such a 3D hon-
eycomb structure is also found in MgPtSi [54], where the
Pt-Si atoms form buckled honeycomb layers with chemi-
cal bonds between layers. In addition, MgPtSi was pro-
posed to be near a structural instability, based on the
observation that pressurized CaPtSi (3-4 GPa) has the
same orthorhombic structure as that of MgPtSi while
CaPtSi is cubic at ambient pressure [54]. Considering
the different structures of BaPtAs, SrPtAs and CaPtAs,
we also checked the electronic properties of CaPtAs by
applying hydrostatic pressure. As shown in Fig. 7, there
is a small increase of Tc and residual resistivity ρ0 un-
der applied pressures up to 2.2 GPa, while no additional
phase transitions are observed. According to the BCS
formula, the slight increase of Tc under pressure is likely
attributed to the increase of Debye temperature, but a
change of N(EF ) may also affect Tc. Whether this is
applicable to CaPtAs remains to be determined.

Among the 111 superconductors discussed above, only
SrPtAs has been extensively characterized, which shows
evidences for unconventional superconductivity from the
presence of time reversal symmetry breaking [34]. While
for the others, evidence for conventional BCS-type su-
perconductivity has been reported. For example, the Tc

of BaPtSb can be successfully estimated from the first-
principle theory considering the electron-phonon interac-
tion [55], and Tc of both MgPtSi and LaIrAs can be well
accounted for by considering N(EF ) and the electron-
phonon coupling strength [53, 54].

We have also performed DFT calculations for CaPtAs.
Our results show that the band structure is complex due
to the large number of atoms per unit cell, as shown in
Fig. 8. The total N(EF ) amounts to 1.18 states/(eV
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FIG. 8. (Color online)(a) Band structure and (b) partial den-
sity of states (pDOS) of CaPtAs obtained from DFT calcula-
tions taking into account SOC.

atom), which is slightly less than that derived from the
experimental γ value. This could be due to the pres-
ence of electron-phonon and/or electron-electron interac-
tions in CaPtAs. It can be seen that the contributions to
N(EF ) are mainly from Pt-5d and As-4p orbitals. This
indicates that the 3D Pt-As honeycomb structure is im-
portant for determining the superconducting properties
in CaPtAs, which is analogous to that observed in Mg-
PtSi [54] and LaIrAs [53]. The inclusion of spin-orbit
coupling (SOC) in the calculations gives rise to an ASOC,
which leads to a momentum dependent band splitting of
around 50-100 meV. This corresponds to a moderately
large ASOC effect compared to other reported NCSs [2].
For MgPtSi and LaIrAs, although there is a large SOC
arising due to Pt/Ir, the parity-mixing effect and spin
triplet contribution seems to be negligible [53, 54]. In
CaPtAs, the electronic specific heat Ce/T shows a devi-
ation from a single gap s-wave model, but can be well
fitted by a p-wave model, which raises the possibility of
unconventional pairing. However, additional measure-
ments at lower temperatures are needed to clarify the
gap structure and whether there is nodal superconduc-
tivity. Note that TRS breaking for CaPtAs has also been
detected by our preliminary muon spin relaxation mea-
surements, which will be published elsewhere.

SUMMARY AND CONCLUSION

To summarize, we have successfully synthesized both
poly- and single- crystalline samples of a new supercon-
ductor CaPtAs. Unlike SrPtAs and BaPtAs, CaPtAs
crystallizes in a body-centered tetragonal noncentrosym-
metric structure consisting of Pt-As honeycombs which
extending along a much elongated c-axis.
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Zero-field resistivity, ac magnetic susceptibility and
specific heat measurements demonstrate the presence of
bulk superconductivity in CaPtAs with a Tc of 1.47 K.
The specific heat jump at Tc, i.e., ∆C/γTc is around
0.92–1.25, which is smaller than the value of 1.43 from
weak-coupling BCS theory. The temperature dependence
of the electronic specific heat can not be well fitted by
a single gap BCS model. The upper critical field shows
a moderate anisotropy, with zero temperature values of
204 mT for H ⊥ c, and 148 mT for H ‖ c. Applying
hydrostatic pressure up to 2.2 GPa leads to a slight en-
hancement of the Tc, and residual resistivity ρ0. From
the DFT calculations, we found that the ASOC-induced
band splitting is around 50-100 meV. Furthermore, the
DOS near Fermi level is dominated by Pt-5d and As-4p
orbitals, suggesting that an important role is played by
the Pt-As honeycombs in influencing the superconduct-
ing properties.
Although the specific heat could be reasonably fitted

by a p-wave model, additional measurements at lower
temperatures sensitive to low energy excitations, such as
the magnetic penetration depth, are necessary to charac-
terize the gap structure and determine the nature of the
pairing state.
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Y. Ōnuki, Magnetic and Superconducting Properties of
CeTX3 (T : Transition Metal and X: Si and Ge) with
Non-centrosymmetric Crystal Structure, J. Phys. Soc.
Jpn. 77, 064716 (2008).

[4] Y. Muro, D. Eom, N. Takeda, and M. Ishikawa, Con-
trasting Kondo-Lattice Behavior in CeTSi3 and CeTGe3
(T = Rh, Ir), J. Phys. Soc. Jpn. 67, 3601 (1998).

[5] Q. Liu, B. Shen, M. Smidman, R. Li, Z. Y. Nie, X. Y.
Xiao, Y. Chen, H. Lee, H. Q. Yuan, Structural and mag-

netic properties of CeZnAl3 single crystals, Sci. China-
Phys. Mech. Astron. 61, 77411 (2018).

[6] X. B. Xia, B. Shen, M. Smidman, Y. Chen, H. Lee, H.
Q. Yuan, Tuning the Heavy Fermion State of CeFeGe3
by Ru Doping, Chin. Phys. Lett. 35 067102 (2018).

[7] N. Kimura, K. Ito, K. Saitoh, Y. Umeda, and H. Aoki, T.
Terashima, Pressure-Induced Superconductivity in Non-
centrosymmetric Heavy-Fermion CeRhSi3, Phys. Rev.
Lett. 95, 247004 (2005).

[8] I. Sugitani, Y. Okuda, H. Shishido, T. Yamada, A.
Thamizhavel, E. Yamamoto, T. D. Matsuda, Y. Haga,
T. Takeuchi, R. Settai, and Y. Ōnuki, Pressure-Induced
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