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Abstract

Single-walled carbon nanotubes (SWCNTS) in their pristine form havieigh
thermal conductivity whose further improvement has attracted lot of inter-
est. Some theoretical studies have suggested that the therncaihductivity of
a (13 10) SWCNT is dramatically enhanced by &, fullerene encapsulation.
However, recent experiments on SWCNT bundles show that fullererencap-
sulation leads to a reduction rather than an increase in thermal cdactivity.
Here, we employ three di erent molecular dynamics methods to stydhe in-
uence of Cso encapsulation on heat transport in a (101.0) SWCNT. All the
three methods consistently predict a reduction of the thermal caluctivity of
(10; 10) SWCNT upon G encapsulation by 20% 30%, in agreement with
experimental results on bundles of SWCNTs. We demonstrate thdahere
is a simulation artifact in the Green-Kubo method which gives anomalaly
large thermal conductivity from arti cial convection. Our results show that
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the Cgo molecules conduct little heat compared to the outer SWCNT and re-
duce the phonon mean free paths of the SWCNT by inducing extra phon
scattering. We also nd that the thermal conductivity of a (10 10) SWCNT
monotonically decreases with increasing lling ratio of g molecules.

1. Introduction

Single-walled carbon nanotubes (SWCNTSﬂ[ﬂ 2] are hollow struces
which allows encapsulation of various molecules in them. A good example
is Cgo fullerene |[__$] insertion into a SWCNT forming the so-called carbon
nanopeapod (CNP) |I|4], where the nanotube acts as a pod andetlen-
capsulated Gy molecules act as peas. Total energy electronic structure cal-
culations E‘S] indicate that the encapsulating process forggmolecules into a
(10; 10) SWCNT is exothermic, which means that the resulting @ (1010)
CNP is thermally stable. Strong modulation of electroni(ﬂﬂ 8] and ojual
ﬂg, ] properties of SWCNTs by fullerene encapsulation has beenmmm-
strated.

A fundamental question concerns the in uence of encapsulatedotecules
on the transport properties of the nanotube. Here we focus omé issue
of classical thermal transport in the presence of encapsulated;odﬂ,@r{
@]. This is a nontrivial question, because the extra g molecules provide
both additional conduction channels and enhanced scattering, wbe e ects
on the overall thermal conductivity are opposite to each other. Ais situa-
tion is di erent from previous studies on thermal transport in SWCN's in
contact with external materials, where it has been demonstratetthat inter-
actions with such external materials always lower the thermal condtivity
of SWCNTs [21{23].

Experimentally, Vavro et al. ﬂﬁ] measured the thermal conductivity of
a Cgo- lled carbon nanotube sample in the buckypaper form, which is fouh
to be about 20% higher than the case without § encapsulation. Theoreti-
cally, thermal transport properties of individual CNPs have beentsdied by
classical molecular dynamics (MD) simulationﬂh@ill@zoy All of ¢éise
studies claimed an enhancement in thermal conductivity in individual 8Ps
as compared to the corresponding SWCNTs. Two MD methods for é¢h
mal conductivity calculations were employed in these works, includintpe
nonequilibrium MD (NEMD) method used in Refs. mﬁlg] and the equilib-
rium MD (EMD) method used in Refs. ,]. In contrast, Kodara



et al. HE] have recently measured the thermal conductivity of CNP burels
of diameter 5 to 30 nm and found it to be 35% 55% smaller than that of
SWCNT bundles.

We note, however, that the recent experimental studyﬁhS] coiaered
CNP bundles and all the MD simulations @0] have considered individu
CNPs. The major di erence between a single CNP and a CNP bundle con
cerning phonon transport is that the phonons in one SWCNT within a QP
bundle experience extra scattering from the other SWCNTSs in theumdle,
in addition to the scattering from the encapsulated g molecules. Except
for this detail, the in uences of the Gy molecules on an individual SWCNT
and on a SWCNT within a bundle should be at least qualitatively similar.
Therefore, it is still puzzling that conclusion from the MD simulations@{
E@Eb] on individual CNP is opposite to that from the experimeston
a CNP bundle [18]. The NEMD simulations performed within the exper-
imental work |18] did support the experimental ndings, but it has keen
argued ] that to obtain a thermal conductivity reduction, one rast sig-
ni cantly enlarge the parameter (up to 055 nm) in the standard 12 6
Lennard-Jones potential used to describe the intermolecular imgections be-
tween s bonded carbon layers. Because the standardparameter (around
0:344 nm Eh]) in the 12 6 Lennard-Jones potential can well reproduce the
interlayer binding energy, interlayer spacing, and the-axis compressibility
of graphene layers, it is also puzzling why a standard parameter cannot
explain the experimental results.

To clarify these issues, here we investigate thermal transport individual
Cso@(1010) CNP by using three di erent MD methods, including the afore-
mentioned EMD and NEMD methods and the homogeneous nonequilibniu
MD (HNEMD) method [@], all of which were implemented in an e cient
open-source graphics processing units molecular dynamics (GPUMaack-
age [[_25,7]. The high e ciency of GPUMD allowed us to explore length
scales directly comparable to the experimental situationﬂlS], whielre in-
accessible to previous MD simulations. When properly implemented and
executed all these three methods give the same result: individuaN@ has
smaller thermal conductivity than the corresponding SWCNT. Our esults
reveal an artifact in EMD simulations in previous WMkS@ﬁﬂ?ﬂO] wibh
can result in an anomalously large thermal conductivity. We also ndHhat
the thermal conductivity of Ceo@(1Q10) CNP monotonically decreases with
increasing lling ratio of Cgo molecules. Furthermore, the spectral mean
free paths for the acoustic phonons in £@(1010) CNP calculated using
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the spectral decomposition method__[JZS] are found to be signi cdgtsmaller

than those in (1Q 10) SWCNT, re ecting the extra scattering on the acoustic
phonons in (1010) SWCNT by the encapsulated g molecules. Our results
can explain the experimental ndings |[18] without assuming an arti @lly

large parameter in the 12 6 Lennard-Jones potential and highlight the
importance of length scales in determining the phonon transport phics.

2. Models and MD simulation details
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Figure 1. Schematic illustration of the models used in the MD simulatons: (a)
a segment of a 40 nm long (1010) SWCNT; (b) a segment of a 40 nm long
Cso@(1Q10) CNP; (c) radii of the Cgg molecule and the SWCNT and their relative
distance; (d) length of a unit cell in a Cgo@(1010) CNP; (e) dierent C o lling
ratios. In (e), CNP means CNP with a Cgg lling ratio of 100%.

2.1. Models of carbon nanotube and nanopeapod

Figure [1 shows schematically the models studied in this work. Figures
[d(a) and (b) show a segment of a (220) SWCNT and a G@(10Q10) CNP,
respectively. One of the goals of this work is to determine which of éke
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two structures has a higher thermal conductivity. Figure11(c) rpresents
a view along the tube, where the radii of a §g molecule and the outer
SWCNT and their relative distance are indicated. Figuréll(d) represits a
view perpendicular to the tube, where the length of a unit cell is indi¢ed.
The structure shown in Fig.[1(b) consists of 40 unit cells, which is abb40
nm long. Figurell(e) shows the structures of CNPs with di erent lling ratios
of Cgo molecule: 100% to 25% from top to bottom. When we refer to CNP
without mentioning the Iling ratio, a Iling ratio of 100% is understood.

The simulation cell length was chosen to be about 40 nm for EMD and
HNEMD simulations, as shown in Figs[1l(a) and (b), where periodic bod-
ary conditions should be applied to the transport direction. This simlation
cell is su ciently long to eliminate nite-size e ects in these methods and
the computed thermal conductivity can be regarded as that forrain nitely
long system. In contrast, systems with di erent lengths and nomeriodic
boundary conditions in the transport direction were considered irhe NEMD
simulations, as will be detailed in Sed_3.1. All the numerical samples (de
with the coordinates of the atoms) can be found from the Supplemiry
Materials.

The choice of the cross-sectional aré&afor both SWCNT and CNP, which
is needed in all the MD methods for thermal conductivity calculationsis
by no means unique. However, it is conventional to choose it aRRh for
SWCNT, where R is the radius of the tube andh = 0:335 nm ]. To
facilitate comparison,S for CNP is usually also chosen as the same as that
for SWCNT ﬂﬁ{ﬂ@ﬁb] ignoring the fact that the CNP is not hollow In
this paper, we have followed these conventions.

2.2. MD simulation details

In our MD simulations, the optimized Terso potential @] was used a
describe the C-C covalent bonds, and the intermolecular van der \Als inter-
actions were described by the 126 Lennard-Jones potential with parameters

=2:62 meV and =0:344 nm [[_214]. Because the equilibrium bond length
in graphene calculated from the optimized Terso potential@Q] islzout 1:44
A instead of the correct value of 42 A, we have scaled two relevant length
parameters in this potential by the same amount to correct the bl length,
without a ecting any other physical properties predicted by this mtential
for single-layer graphene. These potentials have been implemeniedthe
open-source GPUMD packagéf[baﬁ)ﬂ], which is the software we useger-
form the MD simulations. In all the MD simulations, the velocity-Verlet
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integration algorithm [@] with a time step of 1 fs was used. In all thehree
MD methods used in this work, the same equilibration procedure wased:
the system is rst equilibrated at 10 K and zero pressure for 1 nsnd then
heated up to 300 K during 1 ns, followed by amNP T equilibration at 300
K and zero pressure for 1 ns and aNV T equilibration at 300 K for 1 ns.
That is, we only study thermal transport in SWCNT and CNP at 300 K
and zero pressure, which is the normal experimental situati8|'he data
production procedures for di erent MD methods are described lat.

We do not include the thermal conductivity from electrons (holes)which
is quite small compared to that from phonons. The electrical condtivity
is of the order of 16 S/m in both SWCNT and CNP [@]. This corresponds
to an electronic thermal conductivity of the order of 1 W/mK accoding to
the Wiedemann-Franz law, which can be violated but usually not to a lge
degree. Therefore, the electronic thermal conductivity can befely ignored
in this study.

3. Results and discussion

3.1. Results from NEMD simulations

We rst use the NEMD method to compute the thermal conductivity of
both SWCNT and CNP. For both structures, we consider six samplesith
di erent lengths. For CNP, each sample is evenly divided into 44 grogp
with each group containing 1, 2, 4, 8, 16 and 32 unit cells (see Fig. 1fdr
the de nition of a unit cell in CNP). Removing the Cgo molecules in the CNP
samples gives the corresponding SWCNT samples. In each samplena
in the 1st and the 44th groups are xed (immobilized) to simulate adiadtic
walls. A local Langevin thermostat is applied to the 2nd group of atom
with a higher temperature of 310 K and another local Langevin therostat
is applied to the 43th group of atoms with a lower temperature of 29K.
That is, groups 2 and 43 act as heat source and sink, respectiveélyie length
of a sampleL is de ned as the length of the middle 40 groups, ranging from
about 40 nm to about 1280 nm for the six samples.

After the equilibration procedure as described in Sec[ 2.2, the gldba
thermostats are switched o and the local Langevin thermostatare applied
for 20 ns. In all the samples, a steady state can be well achieved it
the rst 10 ns and we thus used the second 10 ns for sampling theale
ux Q=S generated by the imposed temperature dierence [ = 20 K).
Here, Q is the energy exchange rate between the thermostat and the ate
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in the thermostatted region andS is the cross-sectional area. The thermal
conductivity of a sample of lengthL is then computed as@l]

Q=S |
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Figure 2: Thermal conductivity  for (10;10) SWCNT and Cgo@(1Q10) CNP
at 300 K and zero pressure as a function of the system length from NEMD
simultaéons. The results by Saaskilahti et al. for (10; 10) SWCNT are taken from
Ref. ].

The calculated thermal conductivity values for SWCNT and CNP samips
are shown in Fig.[2. All the calculated thermal conductivity values a also
listed in Table 1. The NEMD results by Saaskilahti et al. ﬂﬁ] are also
shown in Fig. [2 for comparison. Error bars (from two independentuns)
are shown, but they are smaller than the marker size, re ecting & high
statistical accuracy of the results. Our results for SWCNT agrewith those
by Sasaskilahti et al. ﬂﬁ] very well. An important observation is that the
thermal conductivity of the CNP is lower than that of the SWCNT of the
same length, and the di erence increases with increasing length. ripsystem
length of 1280 nm, the thermal conductivity of the CNP is about 20%ower
than that of the SWCNT, and we expect that the amount of redudbn will
be even larger for in nitely long systems, as we will see from the EMDnéd
HNEMD results below. We also considered di erent temperatures dna
(11;11) SWCNT (Fig. B), and the conclusion is the same. Previous NEMD
simulations ,] suggested that the thermal conductivity of # CNP is
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Table 1. Calculated thermal conductivity  (in units of W/mK) of C g@(1Q 10)
CNP and (10; 10) SWCNT from our NEMD, EMD, and HNEMD simulations. L
(in units of nm) is the simulation cell length in the EMD and HN EMD simulations
and is the system length (excluding xed and thermostatted regions) in the NEMD
simulations. M is the number of independent runs. There is a missing entry fo
EMD simulations of (10; 10) SWCNT, because results from Ref.@S] will be used.

Method L | M of CNP of SWCNT
NEMD 40 | 2 249 1 257 1
80 | 2 434 2 461 2
160 | 2 643 2 705 6
320 | 2 828 4 944 1
640 | 2 967 6 1170 20
1280 2 | 1080 10 1358 6
EMD 40 | 50| 1600 100
HNEMD | 40 | 10| 1540 30 2130 40

higher, but the system length considered was about 20 nﬂ[14] or tgpabout
80 nm Eb] only, and the conclusion is not guaranteed to be valid for lger
systems.

3.2. Results from EMD simulations
In the EMD method, the thermal conductivity in the transport direction

(taken as thex direction) as a function of the correlation timet is computed

using a Green-Kubo relationﬂﬂq:

"~ kgT2V

Here, kg is the Boltzmann constant, T is temperature,V is system volume,
and hJ,(0)J,(t9i is the heat current autocorrelation function. Heat current
for many-body potentials has been derived in detail in RefﬂSS], wihiccan
be expressed as

(t) tth(0)~1x(t(3i dt’ (@)

X X X @y
J=  ~E+ o —— M TN+ JP (3)
i el OfF
j6i
where U;, E;, ¥, + are the potential energy, total energy, velocity, and po-
sition of particle i, and+; # *. The rst term is called the convective
term and the second term the potential term.
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Figure 3: Thermal conductivity of two types of SWCNTs and the corresponding
CNPs with a length of 640 nm at di erent temperatures from NEMD simulations.

After achieving equilibrium using the procedure as described in Séc22
we sample the heat current in theNV E ensemble for 10 ns and use the
Green-Kubo formula to calculate the thermal conductivity as a fuction of
the correlation time. The results for a Go@(1Q10) CNP at 300 K and zero
pressure are shown in Figld4. It can be clearly seen that the aveea@from
50 independent runs) of the thermal conductivity converges wdlletween 06
ns and 1 ns, and we thus calculated the thermal conductivity of th€NP
from this time interval, which is 1600 100 W/mK. Using a similar
EMD simulation and the same GPUMD code, the thermal conductivity b
a (10,10) SWCNT has been calculated to be 2200 100 W/mK [25].
Therefore, in the limit of in nite length, our EMD simulations predict a
reduction of about 30% of the thermal conductivity of a (1010) SWCNT with
Ceo encapsulation. This is consistent with our NEMD results for the longe
sample. Extrapolating the NEMD results to in nite length would make te
EMD and NEMD results agree with each other quantitatively, as it shold
be @5]. In contrast, all the previous EMD simulationéﬂ@ 0] pdicted
a dramatic enhancement of thermal conductivity of a (10) SWCNT with
Cso €ncapsulation.

To understand the origin of the discrepancy, we examine the di enees
in the simulations. The rst di erence comes from the empirical potatials
for the covalent C-C bonds. Kawamureet al. HE] used the rst-generation
Brenner potential EJY], Cuiet al. HEEJV] and Liet al. @] used the second-
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Figure 4. Running thermal conductivity for C go@(1Q10) CNP at 300 K and
zero pressure as a function of correlation time. The thin sadl lines represent the
results from 50 independent runs, and the thick solid and dalsed lines represent
the average and error bounds from the 50 independent runs.

generation Brenner potential (also called the REBO potentialm8] fvle we
have used the optimized Terso potential @9] From the literatureresults
@ @] it is known that the optimized Terso potential gives higher hermal
conductivity for SWCNTs than both generations of the Brenner pintial.
The second di erence comes from the fact that some previous \ker- (17,
@] used the LAMMPS packagé__[_$9] which has an incorrect implemetiten
of the heat current for many-body potentlalsﬂﬂ@ﬂ This imarrect heat
current also has an overall e ect of underestimating the thermaionductlvny
of a low-dimensional material described by a m body potenti ] The
above two di erences can explain why Cuet al. ﬂﬁ .] and Liet al. @]
obtained much lower thermal conductivity for the (1010) SWCNT than ours.
However, these di erences are not likely to be the reason for thercicting
results regarding the e ects of the G, molecules on the thermal conductivity
of the (13, 10) SWCNT because they should a ect the thermal conductivity
of both the SWCNT and the CNP in a similar way.

We note that all the previous works using the EMD methodm@ﬂo
attributed the thermal conductivity enhancement by Go encapsulation to
a large contribution from mass transfer, or the convective termfdhe heat
current. To elaborate on this possibility, we plot in Fig. [5 the thermal
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Figure 5: The convective and cross components of the running thermal an-
ductivity for a C go@(1Q10) CNP at 300 K and zero pressure as a function of
correlation time. The results have been averaged over 50 irgpendent runs. See
text for details.

conductivity component contributed solely by the convective heaturrent

1 ‘ :
O = gy O (4)
and a crossterm between the convective and the potential heaitreents
z
2 ‘ :
ro(t) = TV hJ £"(0)J P (t9)i dt® (5)

These two components are calculated to be*" 0.1 1.3 W/mK and
e 01 1.2 W/mK, respectively, which can be regarded as essentially

zero. That is, our EMD results suggest that there is little convectw heat
transport in a Cgo@(1Q10) CNP, which is expected for heat transport in
stable solids. This is consistent with the fact that Go@(1010) CNP is a
thermally stable solid-like structure [6]. In Sec. 3.4, we will show thathe
strong convective heat transport as observed in previous EMD gitations
originates from a simulation artifact. Before showing this, we rst écuss
the results obtained using the HNEMD method in Sec. 3.3.

3.3. Results from HNEMD simulations

Our third MD method for thermal conductivity calculations is the HNEMD
method rst proposed by Evanset al. [43, 44] in terms of two-body poten-
tials. Recently, this method was extended to general many-bodyotentials
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Figure 6: Cumulative average of the thermal conductivity of (a) a Ceo@(10Q 10)
CNP and (b) a (10; 10) SWCNT at 300 K and zero pressure as a function of time.
In each panel, the thin lines are from ten independent runs, ad the thick solid
and dashed lines represent the average and error bounds frothe individual runs.

[25]. In this method, after equilibration (see Sec. 2.2), an externdriving
force X

@y

j6i @

is applied to each atomi to push \hotter" atoms to the heat transport
direction and pull \colder" atoms to the opposite direction, while keping
the overall temperature of the system around the target one ing a global
thermostat (e.g., the Nos-Hoover thermostat [45, 46]). Whenhe driving
force parameter (of dimension of inverse lengthje is along thex direction
(tube direction), a nonzero heat currentd,(t) will be generated, and its
steady-state nonequilibrium ensemble averad®,(t)i will be proportional

FieXt = EiFe+ Tij Fe (6)
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to the magnitude of the driving force parametefF,, with the proportionality
coe cient being essentially the thermal conductivity:

_hai haPoti + hygoni
T TVFR TVF

Note that the thermal conductivity calculated in the HNEMD method can
be naturally decomposed into components according to the heatroent de-
composition [25], which is physically equivalent to the decomposition in ¢h
Green-Kubo formalism [47]. In the HNEMD simulations, we choose a su
ciently small value ofF, = 0:05 m ! to ensure the validity of linear response
theory, which is the theoretical foundation of the HNEMD method.The sim-
ulation cell in the HNEMD method is the same as that in the EMD method
[25].

It is conventional to examine the cumulative average of the thernhaon-
ductivity as a function of time in the production stage [25, 48{51]. Th results
for a C5o@(1010) CNP and a (1910) SWCNT are shown in Figs. 6(a) and
6(b), respectively. The averaged (from 10 independent runs) éhmal con-
ductivity converges to 1540 30 W/mK for C ¢@(1010) CNP and to

2130 40 W/mK for (10;10) SWCNT. The thermal conductivity of the
Cso@(1010) CNP is about 30% smaller than that of the (1010) SWCNT,
consistent with the EMD results. The thermal conductivity compoent due
to the convective part of the heat currentis ©" 0:3 5.7 W/mK, which is
essentially zero in agreement with the EMD simulations. Note that theotal
production time in the HNEMD simulations is shorter than that in the EMD
simulations and the statistical error is smaller, re ecting the highee ciency
of the HNEMD method over EMD [25, 50, 51].

pot + Con: (7)

3.4. An artifact in the EMD simulations

The results from NEMD, EMD, and HNEMD as presented above havdla
con rmed that C g encapsulation reduces rather than enhances the thermal
conductivity of the (10; 10) SWCNT, contrary to the conclusions from pre-
vious EMD results [15{17, 20]. All these works have attributed thehermal
conductivity enhancement in their calculations to a large convectiorwhile
our EMD and HNEMD results show that there is little convective thernal
transport in Cgo@(1Q10) CNP. Below, we show that the di erence is likely
due to a simulation artifact in the previous works.

As have been observed experimentally [18] and predicted theoratlg [6],
the Ceo@(1Q10) CNP structure is thermally stable. That is, the encapsu-
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Figure 7: Running thermal conductivity components for a Cgo@ (10 10) CNP at

300 K and zero pressure as a function of correlation time caldated in EMD sim-

ulations with a dynamic neighbor list, where relative translation between the Cgg

molecules and the (1010) SWCNT occurs. The \convective" and \cross" compo-
nents were calculated according to Egs. (4) and (5). The \poential* component

was computed using a similar formula as in Eq. (4) but with J{°" being changed
to JP'. The \total" thermal conductivity is the sum of all the compo nents.

lated Cgo molecules only oscillate around their equilibrium positions and do
not travel through the (10; 10) SWCNT. However, we found that if the neigh-
bor list is dynamically updated during the MD simulation, the G, molecules
do travel through the (10 10) SWCNT. The calculated thermal conductiv-
ity in this case using the EMD method is indeed much larger than that in
(10; 10) SWCNT, as can be seen from Fig. 7. With the presence of the rel-
ative translation between the Gy molecules and the (1010) SWCNT, there

is an anomalous contribution from convection (mass transfer) tche ther-
mal conductivity, as has been observed in several previous EMD silations
[15{17, 20] as well.

The reason for the translation of the G molecules inside the tube dur-
ing the MD simulation is that the 12 6 Lennard-Jones potential used for
modelling the interlayer interactions cannot properly describe theri€tion
between the layers: it underestimates the energy barrier assdeid with the
relative translation between two sp bonded carbon layers [52]. A more accu-
rate empirical potential has been developed [52], but it is speci c toilayer
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graphene, which cannot be directly applied to the £@(1010) CNP struc-
ture. Fortunately, there is a simple trick to suppress the relativerainslation
between the Gy molecules and the tube, i.e., using a static neighbor list
during the MD simulation. This will create an e ective energy barrier ér
relative translation between two carbon layers, preventing the g molecules
from owing inside the tube. Our NEMD, EMD, and HNEMD results pre-
sented in the previous sections were obtained by using a static nédgh list
and no relative translation were observed.

1200

1000 |- P 8

800 - *

% (W/mK)

600 - ]

400 ¥ dynamic neighbor list
$ static neighbor list

200 : ‘
0 500 1000 1500

L (nm)

Figure 8. Thermal conductivity for a Cg@(1Q10) CNP at 300 K and zero
pressure as a function of the system lengti. from NEMD simulations with either
a dynamic or a static neighbor list.

Using a static neighbor list also does not introduce inaccuracies in the
mal conductivity calculations. As a demonstration, we repeat the EMD
simulations for a Go@(1010) CNP using a dynamic neighbor list. Because
there are xed groups at the two ends of the NEMD simulation setupthere
is no relative translation between the g molecules and the tube using either
a static or a dynamic neighbor list. Figure 8 shows that there is no niceable
di erence in the calculated thermal conductivity in these two casesWe note
that although the 12 6 Lennard-Jones potential cannot properly describe
interactions parallel to the layers, it accounts for the interactios normal to
the layers reasonably well. Using the optimized Terso potential andhe
interlayer 12 6 Lennard-Jones potential, the decreasing trend of thermal
conductivity from single-layer graphene to bulk graphite has beenedton-
strated [53]. It has been argued [18] that to obtain a thermal condtivity
reduction in a (10 10) SWCNT upon G5, encapsulation, one must assume
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a very large parameter (up to Q55 nm) in the 12 6 Lennard-Jones po-
tential. However, our results show that a normal value of = 0:344 nm
from standard DFT calculations [24] can explain the thermal condtiwity
reduction, if one considers system lengths comparable to thoseasared in
the experiments [18] (of the order of one micron) instead of shaohes (20
nm [14], 40 nm [18] or 80 nm [19]) where the phonon transport in a (1)
SWCNT is essentially ballistic and insensitive to extra scatterings frorthe
Cso molecules. The importance of length scales in determining the phonon
transport physics will be further explored below.

3.5. Physical mechanisms for thermal conductivity reductn

After con rming that C o encapsulation reduces rather than enhances the
thermal conductivity of a (10; 10) SWCNT, we next explore the underlying
physical mechanisms. There are two opposite e ects of thegdCmolecules
on the heat transport in the Go@(1Q10) CNP structure. On one hand, the
molecules introduce more conduction channels by lling the interior se of
the tube, which can potentially enhance the overall thermal condtivity. On
the other hand, phonons in the SWCNT will experience enhanced $i&aing
from the Cgo molecules, which can reduce the thermal conductivity of the
SWCNT. The question is which of these two e ects is stronger.

To determine the contribution of the Go molecules to the overall thermal
conductivity, we use the HNEMD method and apply a spatial decomsdion
of the total heat current. Similar to Eq. (7), where the total hea current
in a Ceo@(1010) CNP is decomposed into a potential part and a convective
part, we can decompose the total heat current into a part fromhe SWCNT
I SWENT | . and a part from the moleculeshJ&%i ., and the total thermal
conductivity of Ceo@(1010) CNP can be decomposed accordingly:

SWCNT ; Ceoi
_ SWONT , Ce  Mx ine + N1, ®ine

TVF ®)

To be complete, here we also consider dierent lling ratios of the £
molecules in the HNEMD calculations.

Figure 9 shows that for all the lling ratios, the thermal conductivity
contribution from the Cgo molecules is negligible. This can be understood
from the fact that heat transport though the G5, molecules is determined
by the intermolecular van der Waals interactions, which are ordersf snag-
nitude weaker than the covalent interactions in the SWCNT. Therafre, the
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Figure 9: Thermal conductivity  for a Ceo@(1Q10) CNP with dierent lling
ratios contributed by (a) the (10;10) SWCNT and (b) the Cgy molecules calculated
using the HNEMD method with Eq. (8).

extra conduction channels provided by the g molecules do not lead to a
signi cant enhancement of the heat transport capability due to tle weak in-
termolecular forces. From Fig. 9, we also see that the thermal aturctivity of

a Cso@(1Q10) CNP decreases (with a decreasing rate, though, similar to the
trend of thermal conductivity reduction in graphene with increasig degree
of functionalization [54]) with increasing lling ratio of the Cgo molecules,
which re ects the fact that more Gso molecules induce stronger scatterings
of the phonons in the SWCNT.

To make the analysis more quantitative, we further examine the pimon
mean free path spectrum in both the (1010) SWCNT and the Go@(1010)
CNP, employing the spectral decomposition method developed in R¢R5].
In this method, one rst calculates the spectral conductanc&(! ) in the

17



K (eV/ps)

0 0.5 1 1.5 2

Correlation time (ps)

(b)

102§ T T T TTTIT T \\\HH‘ T T T TTTIT T \\\HHE»

10t E O 0O =
£ ]
= 0L =
© 10 E
~< J

0t E E

10-2 Lol Lol |

102 10 10° 10°
wl2 (THz)

Figure 10: (a) The force-velocity correlation function K (t) as a function of cor-
relation time t and (b) the phonon mean free path spectra (! ) as a function of
phonon frequency!=2 in (10;10) SWCNT and Cgo@(1Q10) CNP, calculated in
the di usive transport regime. The results for (10; 10) SWCNT were taken from
Ref. [25].

ballistic regime (using an NEMD simulation) and the spectral thermal @n-

ductivity (! ) in the di usive regime (using an HNEMD simulation), and
then compute the spectral phonon mean free path ag! ) = (! )=G(! ). The

calculations of G(! ) and (! ) involves a force-velocity correlation function
evaluated in nonequilibrium steady state:

X X i
K () = Xy (0)@—?(0) w ©)

i j6i ne

This can be calculated in either NEMD and HNEMD simulations ands(! )
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and (!) can be calculated from the Fourier transform€ (! ) of K (t):

G(!) = 2\?/@(!1_); (10)
0= T (1)

For more technical details, we refer to Refs. [25, 32, 55].

Figure 10(a) shows the force-velocity correlation function& (t) of a
(10;10) SWCNT and a Go@(1010) CNP calculated within the HNEMD
simulations in the di usive regime. The corresponding phonon meaneke
path spectra (! ) are shown in Fig. 10(b). For phonon frequencids 2 < 1
THzor!=2 10 THz, (!)inthe Cs@(1010) CNP is signi cantly smaller
than that in the (10;10) SWCNT. The reduced (! ) at '=2 10 THz
can account for the reduced thermal conductivity (by about 20%in our
NEMD simulations, where the systems length is of the order of one roa,
comparable to the (!) values at these frequencies. The reduced! ) for
I=2 < 1 THz contributes to the larger thermal conductivity reduction (ky
about 30%) as observed in our EMD and HNEMD simulations, where the
\system length" should be considered as in nite. Importantly, wha the sys-
tem length < 0:1 m, which is in the ballistic limit, (! ) in both structures
are comparable and one cannot observe a thermal conductivitydigction of
the (10; 10) SWCNT upon G encapsulation.

4. Summary and Conclusions

In summary, we have employed extensive MD simulations with three dif
ferent versions of the method to demonstrate that the thermadonductivity of
a (10, 10) single-walled carbon nanotube can be signi cantly reduced by
fullerene encapsulation. An artifact in simulations based on the Greeubo
formula was revealed, which has perivously led to a signi cant ovetasation
of the thermal conductivity with encapsulated fullerene. Using spieal and
frequency decomposition techniques, we have found that the epsulated
Cso molecules conduct little heat but induce extra scattering of the phmns
in the outer (10;10) nanotube, which reduces the phonon mean free paths
and the thermal conductivity of the nanotube.
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