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We report the discovery of superconductivity at about 4.3 K in the samarium doped
1,3,5-triphenylbenzene. By using a solid state reaction method, the samarium doped 1,3,5-
triphenylbenzene samples are successfully synthesized. These samples are characterized by mag-
netization, X-ray diffraction (XRD), scanning electron microscope (SEM) and energy dispersive
spectroscopy (EDS) measurements. The X-ray diffractions reveal that the sample crystallizes in
a space group of P2/m. The magnetization measurements reveal a superconducting transition at
about 4.3 K. However, the superconducting shielding fraction is only about 1%, which is similar
to the previous reports of the superconductivity in other aromatic hydrocarbons. Magnetization
hysteresis loops (MHLs) of the sample show that it is a typical type-II superconductor. Our result
gives indications of possible superconductivity in this organic material.

I. INTRODUCTION

Organic superconductors have attracted a lot of at-
tentions because of two fundamental reasons. Firstly, it
was predicted that the superconducting transition tem-
perature may reach a high value1; secondly the pairing
mechanism in many organic superconductors seems to be
beyond the Bardeen-Cooper-Schrieffer (BCS) paradigm2.
The first observation of superconductivity in organic
materials can be traced back to 1980s, when Bech-
gaard et al. found superconductivity3 with a tran-
sition temperature (Tc) of 0.9 K under a pressure of
12 kbar in (TMTSF)2PF6. Here TMTSF represents
tetramethyltetraselenafulvalene (C10H12Se14) and is an
electron donor molecule. Since then, researchers have
found a series of superconductors of this type by replac-
ing PF6 with AsF6, SbF6, ClO4, and so on4. They
are collectively referred to as the (TMTSF)2X, where
X represents the electron acceptor molecule, because
they all have the same electron donor molecule TMTSF
and the similar quasi-one-dimensional organic structures.
Another major category of superconducting organic
salts are (BEDT-TTF)2X, where BEDT-TTF means
bis(ethylenedithio)tetrathiafulvalene (C10H8S8) and X
can be I3, Cu(SCN)2, Cu[N(CN)2]Br, Cu[N(CN)2]Cl and
so on. The highest superconducting transition temper-
ature Tc can be increased to 14.2 K in the form of β

′

-
(BEDT-TTF)2ICl2 by applying pressure to 8.2 GPa5.
Different from the former (TMTSF)2X, (BEDT-TTF)2X
family is quasi-two-dimensional. There are abundant in-
teresting physical phenomena in these systems, such as
the competition between various ground states, including
antiferromagnetic (AF) order and superconductivity6.

Concerning the pairing mechanism of these organic
superconductors, widely accepted picture is that the
correlation effect may play a role here. For the two-
dimensional organic superconductors, it is in the vicin-
ity of Mott insulator. By tuning the ratio between the
Coulomb interaction potential U and the band width
W, one can change the system from a Mott insulator
to superconducting state2,7,8. In 1982, experimental

data of specific-heat on (TMTSF)2ClO4 was explained
by the BCS theory with strong superconducting fluctu-
ations due to the low dimensionality9. In 2004, study
of the compounds (TMTSF)2(ClO4)1−x(ReO4)x showed
the suppression on superconductivty effect by nonmag-
netic impurities10, which suggests that the superconduct-
ing order parameter may have a sign change with mo-
mentum. Furthermore, the study of the spin lattice re-
laxation rate(1/T1) suggests existence of anisotropic or-
der parameter with line nodes on the Fermi surface11.
This is against the original electron-phonon coupling
based BCS picture. However, thermal conductivity ex-
periments shows the opposite result, it indicates node-
less superconducting gap function in the same or-
ganic superconductor12. Some theoretical investiga-
tions show that in the quasi-one-dimensional system
(TMTSF)2PF6, superconductivity possibly has a p-wave
pairing symmetry with spin triplet pairing state13, while
in the quasi-two-dimensional system (BEDT-TTF)2X, it
could be the d-wave pairing symmetry with spin singlet
state14. In 2012, a refined field-angle-resolved calorime-
try measurement on (TMTSF)2ClO4 supports d-wave
singlet pairing15. However, one year later, experiment
on (TMTSF)2ClO4 by muon-spin rotation showed no
indication of gap nodes on the Fermi surface and sug-
gested p-wave triplet pairing16. Nuclear magnetic reso-
nance (NMR) experiments on κ-(ET)2Cu[N(CN)2]Br ex-
clude the BCS electron-phonon mechanism and suggest
an unconventional pairing state with possible nodes in
the gap function17–19. Recent NMR experiments on β-
(ET)2SF5CH2CF2SO3 also supports the pair symmetry
of d-wave and suggests that pairing in this compound is
driven by charge fluctuations20. In addition to NMR ex-
periments, angle-resolved thermal-conductivity measure-
ments on κ-(ET)2Cu(NCS)2 is in consistent with d-wave
pairing21. Numerous scanning tunneling spectroscopy
measurements on κ-(ET)2X have been done, the tunnel-
ing conductance curve obtained at the conducting plane
and the temperature dependence of tunneling spectra all
agreed on d-wave pairing22–27. In contrast to this con-
clusion, most experiments of specific heat measurements
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show however the feature of nodeless gaps28–32, this gives
puzzles in this field. Thus some debates still exist about
the pairing symmetry of superconducting order parame-
ter of the organic superconductors, but many more exper-
iments show the existence of gap nodes, which excludes
the possibility of phonon mediated pairing, but rather by
other medium, like spin or charge fluctuations.

Beside these organic charge-transfer salts, supercon-
ductivity has also been discovered in many other car-
bon based materials, such as graphite, molecular crys-
tal of C60 and other aromatic materials. Back to 1965,
researchers first discovered superconductivity in carbon
based compounds33. Superconductivity was induced by
intercalating alkali-metal potassium into graphite. Along
this direction, in 1991, researchers found superconductiv-
ity with a transition temperature of 18 K in potassium
doped C60

34. Later it was found that Tc of Cs2RbC60

can reach 33 K, and for Cs3C60 the Tc is 40 K at 15
kbar35,36. Since the spin relaxation rate 1/T1 of Rb3C60

shows a clear peak at Tc and the consistency with the
Hebel-Slichter theory, and the gap ratio ∆/kBTc ≈ 3.6,
both are consistent with the conventional BCS theoret-
ical predictions, thus the superconductivity may be at-
tributed to the phonon-based mechanism37. Further the-
oretical calculations reveal that, albeit the large Coulomb
interaction and presence of narrow band in A3C60 super-
conductors, the system is still not considered to be a
Mott-Hubbard insulator. The superconductivity can be
explained by a strong coupling picture with an enhanced
Coulomb pseudopotential µ∗ due to the strong electron
interactions38.

Recently, aromatic hydrocarbons have attracted a
lot of attention because some of them can show su-
perconductivity by doping alkali-metal or alkali-earth-
metal. In 2010, researchers synthesized K3.3picene
and found superconductivity with Tc of 7 K and 18
K39. Subsequently the superconductivity with 5 K in
potassium-doped phenanthrene and superconductivity
with 33 K in potassium-doped 1,2:8,9-dibenzopentacene
were reported40,41. Unfortunately, no repeating experi-
ment about the superconductivity at 33 K has been re-
ported. Some experiments show that superconductivity
may disappear if the aromatic materials are made in a
pure state42,43. While it remains unclear whether the
compounds showing superconductivity are the same as
those materials without superconductivity42,43. There is
a theoretical prediction that Tc is directly proportional
to the number of benzene rings41 in the constructing
molecule. In recent years, it was reported that there
might be very high superconducting transition tempera-
ture in K3p-terphenyl, whose Tc can be as high as 120
K44. However, the diamagnetic volume at low temper-
atures in K3p-terphenyl is only about 0.04%, thus it is
insufficient to conclude that diamagnetic behavior is de-
rived from superconductivity45. These experiments sug-
gest that researchers can obtain superconductors with
different Tc by adjusting the arrangement and number of
benzene rings in molecular crystals. The existence of pos-

itive pressure dependence of Tc and its correlation with
enhanced local magnetic moments suggest that the su-
perconductivity may be unconventional40,46. Since the
superconducting shielding volume in all these aromatic
superconductors is still low, it remains unclear what is
the actual crystal structure and chemical formula which
is responsible for superconductivity. Considering that
some of the reports of superconductivity in these mate-
rials are hard to be reproduced, one cannot rule out the
possibility that some observations of superconductivity
are due to impurity phases.

In this paper, we report the synthesis of a new aro-
matic material which shows indication of superconduc-
tivity by doping samarium, a magnetic rare-earth metal,
into 1,3,5-triphenylbenzene with molar ratio of 3 : 1.
The Tc of Sm31,3,5-triphenylbenzene is about 4.3 K and
the magnetic shielding fraction is only about 1%. This
kind of small shielding fraction seems to be a common
feature in aromatic hydrocarbons47. Magnetization mea-
surements show that the superconductivity observed in
this compound has the characteristics of a type-II super-
conductor.

II. EXPERIMENT DETAILS

The samples are synthesized by means of solid state re-
action. Samarium metal (>99%, GRINM) is ground into
powder and mixed with 1,3,5-triphenylbenzene(>99%,
Alfa Aesar) in a molar ratio 3:1. Then, the mixture
is ground and pressed into pellets. All procedures are
handled in a glove box filled with argon gas (O2 and
H2O are less than 0.1ppm). The pellet is then put into
an Al2O3 crucible and sealed in a quartz tube under a
high vacuum. The quartz tube is put into furnace and
heated up to 500 K in 600 minutes, and stayed at this
temperature for 6 days. Finally we get samples with
dark color. The samples are not sensitive in air, thus
we can make several kinds of measurements. The X-ray
diffraction (XRD) measurements are performed on the
raw material of 1,3,5-triphenylbenzene and the resultant
sample at room temperature with a Bruker D8 Advanced
diffractometer with the CuKα1 radiation. The XRD pat-
terns are obtained in the 2θ range from 10◦ to 90◦ with a
scanning rate of 0.2 sec/step. The morphology and sur-
face compositions of Sm31,3,5-triphenylbenzene are in-
vestigated by scanning electron microscope (SEM) and
energy dispersive spectroscopy (EDS) methods with the
instrument of Phenom ProX (Phenom). An accelerating
voltage of 15 kV is used for the EDS measurements. The
magnetization measurements were carried out on a su-
perconducting quantum interference device with the vi-
brating sample option (SQUID-VSM, Quantum Design).
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III. RESULTS AND DISCUSSION

Figure 1 shows the temperature dependence of mag-
netic susceptibility χ for a bulk sample of Sm31,3,5-
triphenylbenzene measured in zero-field-cooled (ZFC)
and field-cooled (FC) modes under a magnetic field of
10 Oe. The sample has a mass of about 1 mg. Since
the total magnetization signal is very small, the data is
a bit noisy. When the field is increased, the total mag-
netization becomes stronger and noise is weaker. The χ
versus T in the inset shows a drastic decrease below 4.3
K which is determined as the superconducting transition
temperature Tc. We can see that the transition is very
sharp with width less than 1 K. The diamagnetic signal
χ measured in the ZFC mode can be attributed to the
magnetic shielding of the Meissner effect in the supercon-
ducting state. By subtracting ZFC data from FC data
at 2.5 K, we can obtain ∆χ, which is about 2.5 × 10−4

emu g−1 Oe−1. Assuming that the density of the sample
is about 3.5 g/cm3, according to formula VS = 4π∆χρ
(VS means shielding fraction), we can get a magnetic
shielding fraction of about 1%. It should be emphasized
that, for all the polycyclic aromatic hydrocarbon (PAH)
superconductors reported to date, the shielding fractions
are all very small47. Although these shielding fractions
can be increased by pressing the powder samples into
tablets39,40, it is still very small compared to other super-
conductors. It has been discussed that these small shield-
ing fractions in powder samples may be attributed to the
penetration depth effect. According to London’s theory,
when the penetration depth is larger than the grain size,
the measured diamagnetization can be very small39. For
organic superconductors, the superfluid density is very
low, thus the London penetration depth is very large,
yielding a possibility for this explanation. But this pic-
ture holds valid only when the sample is constructed by
unconnected grains and superconducting phase is in the
form of percolative. Another characteristic of the mag-
netic susceptibility is that, the signal measured in the FC
mode is small or unmeasurable. The small FC magneti-
zation and the clear difference of the ZFC and FC magne-
tizations were observed in other type-II superconductors
with strong vortex pinning48. Following this logic, the
small FC magnetization in present samples may be at-
tributed to the vortex pinning, perhaps arising from the
pinning by the grain boundaries. In general, the mag-
netic shielding volume estimated in London’s theory in
this type of superconductors is small, which needs further
investigation to unravel the reason.

In order to rule out other possibilities for the ob-
served superconductivity, we have checked to literatures
and found that some Sm-based superconductors exist.
These include for example Sm1phenanthrene (Tc = 6
K)49, Sm1picene (Tc = 4 K)50, Sm1chrysene (Tc = 5-6
K)50, all show small superconducting volume. For inor-
ganic superconductors, we know that SmBa2Cu3O7, and
SmFeAsO1−xFx are superconductors. By checking to lit-
eratures, we have not found any form of superconductors

0 2 4 6 8 10 12 14 16 18 20 22
-3.0

-2.5

-2.0

-1.5

-1.0

-0.5

0.0

0.5

2 4 6 8

-2

0  ZFC

 

 

 
(1

0-4
em

u 
g-1

O
e-1

)

T (K)

Tc = 4.3 K

H = 10 Oe  ZFC
 FC 

 

 

 
(1

0-4
em

u 
g-1

O
e-1

)

T (K)

FIG. 1. Temperature dependence of magnetic susceptibility
χ measured in ZFC and FC modes at 10 Oe for the sample
Sm31,3,5-triphenylbenzene. Inset presents the enlarged view
of χ versus T near the transition temperature.
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FIG. 2. Temperature dependence of magnetic susceptibility
χ measured in ZFC and FC modes under different magnetic
fields.

made by the alloy or compounds of Sm and carbon, either
in binary or multi-element compounds. Besides, we have
tried to synthesize the Sm with other organic molecules,
such as Sm-doped 1,3,5-Tris(bromomethyl)benzene, and
Sm-doped triphenylene with the same method, the sam-
ples are not superconductive. Furthermore, if we synthe-
size the sample at an elevated temperature, such as 600
K with the mixture of Sm and 1,3,5-triphenylbenzene,
no uniform phase is formed and no superconductivity is
observed on those samples. All these point to the fact
that the superconductivity observed here may arise from
the Sm-doped 1,3,5-triphenylbenzene.

Figure 2 shows the temperature dependence of mag-
netic susceptibility χ under different magnetic fields with
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measurements in ZFC and FC modes for the sample
Sm31,3,5-triphenylbenzene. As we can see, the dia-
magnetic signals get smaller and smaller with increas-
ing magnetic fields. However, even the magnetic field
is increased up to 1000 Oe, we can still see the drop
of χ at 4 K. This result suggests that the Hc2 of the
sample may be large and far beyond 1000 Oe. It
should be noted that even though the step-like transi-
tion still exists, above 200 Oe, the diamagnetic signal
disappears, instead a paramagnetic background emerges.
This may be understood in the way that the supercon-
ducting part inside the sample is very small, most ar-
eas of the sample are non-superconducting part which
contributes a relatively large paramagnetic signal. Due
to the paramagnetic background, the magnetic suscep-
tibility of the non-superconducting part becomes more
and more prominent when the magnetic field is getting
higher and higher. Such clear paramagnetic background
signals can be clearly seen in the following measurements
of magnetization hysteresis loops (MHLs). One can see
from Figure 2 that, when the magnetic field is small, the
signal shows some noise. This is due to the small su-
perconducting signal of the sample compared with the
resolution of the instrument.

Figure 3(a) shows the magnetization hysteresis loops
(MHLs) of Sm31,3,5-triphenylbenzene with the range of
magnetic field from -1000 Oe to 1000 Oe at different tem-
peratures. The enlarged view of MHL at 4 K is shown in
inset of Figure 3(a). As we can see, the Meissner effect-
like behavior is detectable, although a relatively strong
paramagnetic background exists. From the Meissner
effect-like behavior, we can roughly determine the Hc1 of
the sample at 2.5 K, which is about 89 Oe. This is smaller
than the value of 175 Oe at 2 K in K3phenanthrene with
a Tc of 5 K40. Here Hc1 means the threshold at which
magnetic field starts to penetrate into the sample and is
determined by the point of deviation from the linear line
on the slope of the initial magnetization curve51. The
inset in Fig. 6 shows the specific way that how to define
Hc1. The shielding behaviors of MHLs decay gradually
with increasing temperature and disappear at 5 K. It
should be emphasized that when temperature is lower
than 4 K, the hysteresis loop exhibits some jumps be-
tween 0 Oe and 1000 Oe. This phenomenon appears
in repeated measurements, which we think may be in-
duced by the flux jump effect. Figure 3(b) shows the
subtracted magnetization hysteresis loops (∆MHLs) of
Sm31,3,5-triphenylbenzene with MHL at 5 K as back-
ground, i.e., ∆M = M(H,T ) − M(H, 5K). And the
Meissner effect-like behaviors become more visible after
subtracting the background. The superconductivity can
be repeatedly observed with samples in different rounds
of synthesis. We have tried 10 rounds of synthesis, at
least 50% reproducibility is achieved if the same fabrica-
tion procedures are followed.

Figure 4(a) shows the x-ray diffraction(XRD) patterns
of the samarium doped 1,3,5-triphenylbenzene with mo-
lar ratio 3:1. Figure 4(b) shows the XRD pattern of the
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FIG. 3. (a) magnetization hysteresis loops (MHLs) of
Sm31,3,5-triphenylbenzene from 2.5 K to 5 K. Inset in
lower right shows the enlarged view of the MHLs at 4 K.
(b) Magnetization hysteresis loops (∆MHLs) of Sm31,3,5-
triphenylbenzene subtracted the MHL measured at 5 K, the
latter is taken as the background.

FIG. 4. (a) X-ray diffraction patterns for the Sm31,3,5-
triphenylbenzene powders. Upper right inset in (a)
presents the schematic molecular structure of Sm31,3,5-
triphenylbenzene. (b) X-ray diffraction patterns for the
raw material 1,3,5-triphenylbenzene. Upper right inset in
(b) presents the schematic molecular structure of 1,3,5-
triphenylbenzene.
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FIG. 5. Scanning electron microscope image and composi-
tional analysis of the Sm31,3,5-triphenylbenzene sample. The
main panel shows the EDS spectrum from which samarium,
Carbon and Oxygen are detectable. The inset shows the SEM
image of one area of the sample. The rectangular frame with
yellow color shows the area for the EDS measurement. The
brightness of the frame reflects the composition of Sm.

raw material of 1,3,5-triphenylbenzene, which crystallizes
in a space group of Pmmm. The lattice parameters de-
termined here are a = 7.47Å, b = 19.66Å, c = 11.19Å,
being consistent with the results reported before52. Com-
paring the XRD results in Figure 4(a) and (b), it is ob-
vious that the XRD pattern changes a lot after doping
samarium into 1,3,5-triphenylbenzene. By fitting to the
XRD pattern, we find that the Sm-doped sample may
crystallize in a space group of P2/m. And the lattice pa-

rameters determined are a = 6.7384Å, b = 4.4798Å, c =
5.6726Å and β = 90.746◦ for Sm31,3,5-triphenylbenzene.
The space group and lattice constants are determined
by the FULLPROF program with a self-consistent fit-
ting to the peak positions53. Upper right insets in
both figures present the schematic molecular structure
of Sm-doped and pure 1,3,5-triphenylbenzene. For 1,3,5-
triphenylbenzene, which consists of four benzene rings,
three benzene rings are connected with the middle ben-
zene ring by C-C bonds at the interval position. We want
to stress that, for Sm31,3,5-triphenylbenzene, drawn in
the inset of Fig. 4(a) is just a schematic one. From the
XRD data we can only get the message of space group
and approximate lattice structure. Here the difficulty
is that we don’t know the occupation sites of the Sm
atoms and the 1,3,5-triphenylbenzene molecules as well
as the orientations of the latter within an unit cell. For a
precise determination of the structure we need to do fur-
ther refined diffraction measurements with synchrotron
experiment and the quantum theory calculations. These
are left for a future effort. However, since the supercon-
ducting shielding fraction seems to be small, it remains
unclear whether the structure determined here reflects
the superconducting phase or not. One possibility for
the small magnetic shielding volume is that the penetra-
tion depth is much larger than the superconducting grain
size, thus the total magnetization of the granular samples
can be very small.

Figure 5 shows the scanning electron microscope
(SEM) image and composition analysis. The inset dis-
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FIG. 6. The H versus T phase diagram. The black squares
represent Hc1 and red circles represent Hc2. Middle inset
presents the way of defining the Hc1.

plays the SEM photograph of the sample surface and
the yellow region shows the distributions of Sm. The
brightness of yellow color gives the intensity of the EDS
signal of samarium. One can see clearly that samarium
is uniformly distributed in the body of the sample. The
main panel represents the compositional analysis (EDS)
spectrum with the indices of different elements. The po-
sition and intensity of the peaks in the EDS spectrum
correspond well to the expected elements. The oxygen
element peaks can also be seen due to exposure to air.
Figure 6 shows the H versus T phase diagram of

Sm31,3,5-triphenylbenzene sample. On the basis of data
shown in the middle inset, we obtain Hc1 versus T , which
is represented by black squares. The way of defining the
Hc1 has been given when discussing about Fig. 3. We
try to fit Hc1(T) with the empirical formula Hc1(T ) =
Hc1(0)[1 − (T/Tc)

2]. We get the value of Hc1 ≈ 126 Oe
at 0 K. The green line shows the fitting line. Based on
the data shown in Fig. 2, the Hc2 versus T phase line is
obtained and drawn by red circles. Here Tc is determined
by the crossing point of the two linear lines correspond-
ing to the normal state flat background and the steep
superconducting transition line, as shown in the inset of
Fig. 1. It is difficult to determine the value of Hc2 at 0
K. However, based on the trend of Hc2(T) near Tc, we
can conclude that the Hc2(0) should be very high.

IV. CONCLUSIONS

In conclusion, by using a solid state reaction method,
we successfully synthesize the Sm31,3,5-triphenylbenzene
samples. The magnetic susceptibility of the sample shows
a diamagnetic transition at about 4.3 K. The diamagnetic
transition is proved to be a superconducting transition by
further measuring the temperature dependence of magne-
tization under different magnetic fields and MHLs. The
MHLs indicate a type-II superconductivity for this com-
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pound. Fitting to the index peaks of XRD patterns of the
sample Sm31,3,5-triphenylbenzene tells that the it crys-
tallizes in a space group of P2/m with a = 6.7384Å,

b = 4.4798Å, c = 5.6726Å and β = 90.746◦. The
SEM image shows that samarium element uniformly dis-
tributes in the sample. Since the superconducting volume
determined here is still quite small, it remains to know
whether the superconductivity can be attributed to the
determined structure. Thus it is worthwhile to have fur-
ther efforts to resolve the superconducting phase. How-
ever, we need to notify that, Sm doping is necessary for

the emergence of superconductivity.
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