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Molecular materials enable a vast variety of functionalities for novel electronic and spintronic
devices. The unique possibility to alter or substitute organic molecules or metallic substrates offers
the opportunity to modify and optimize interfacial properties for almost any desired field of appli-
cation. For this reason, we extend the successful approach to control molecular interfaces by surface
alloying. We present a comprehensive characterization of the structural and electronic properties of
the interface formed between the prototypical molecule PTCDA and a Sn-Ag surface alloy grown
on an Ag(111) single crystal surface. We monitor the changes of adsorption height of the surface
alloy atoms and electronic valence band structure upon adsorption of one layer of PTCDA using
the normal incidence x-ray standing wave technique in combination with momentum-resolved pho-
toelectron spectroscopy. We find that the vertical buckling and the surface band structure of the
SnAg2 surface alloy is not altered by the adsorption of one layer of PTCDA, in contrast to our recent
study of PTCDA on a PbAg2 surface alloy [Phys. Rev. Lett. 117, 096805 (2016)] . In addition,
the vertical adsorption geometry of PTCDA and the interfacial energy level alignment indicate the
absence of any chemical interaction between the molecule and the surface alloy. We attribute the
different interactions at these PTCDA/surface alloy interfaces to the presence or absence of local
σ-bonds between the PTCDA oxygen atoms and the surface atoms. Combining our findings with
results from literature, we are able to propose an empiric rule for engineering the surface band
structure of alloys by adsorption of organic molecules.

I. INTRODUCTION

In the fast growing field of organic electronics and spin-
tronics, it was soon realized that the device relevant prop-
erties of molecular assemblies on surfaces are determined
by the intrinsic properties of the active molecular mate-
rials and the metallic substrates as well as by the phe-
nomena occurring at the interfaces between both mate-
rials. While the most important intrinsic properties of
molecular materials and metallic substrates are rather
well understood today1–6(and references therein), the in-
terfacial properties of metal-organic (hybrid) interfaces
are still subject of intense investigations. This is mainly
due to the large complexity of such interfaces, which is
rooted in the delicate interplay between different types of
molecule-surface and intermolecular interactions that can
occur in such systems6–8. These interactions can result in
a severe modification of both sides of the metal-organic
interfaces and, in selected cases, in the emergence of ex-
otic phenomena such as adsorption-induced magnetic or-
der in otherwise diamagnetic surfaces9.

For the metal side, the molecule-surface interaction can
lead to a depopulation (shift) or a suppression of the
metallic surface states upon the adsorption of organic
molecules10–12. On the molecular side, weak chemisorp-
tion of organic complexes on metallic surfaces can re-

sult in a charge redistribution across the interface typ-
ically coinciding with charge transfer from the surface
bands into the former lowest unoccupied molecular or-
bital (LUMO)13–15 . Thereby, the amount of charge
transfer into the molecular layer crucially depends in the
interfacial interaction strength16,17. For even stronger
chemical interaction between molecules and surfaces, new
states can be formed due to the hybridization between
molecular and metallic states. These so called hybrid
interface states are most frequently observed on highly
reactive transition metal surfaces18–20.

In the past, a variety of different approaches has
been demonstrated to control the interfacial proper-
ties of metal-organic interfaces, for instance by the for-
mation of heteromolecular structures21,22, metal-organic
networks23,24 or by alkali metal doping25–27. In this
work, we follow an alternative route and continue our
recent approach of controlling the interaction strength
across metal-organic interfaces by surface alloying. On
noble metal surfaces, surface alloys can be fabricated
with extremely high quality by replacing every third sur-
face atom with a heavy metal alloy atom such as Bi,
Pb, Sb or Sn28. This class of low dimensional binary
materials allows one to design the geometric and elec-
tronic properties as well as the surface reactivity of no-
ble metal surfaces by the right choice of the alloy atom.
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For instance, the vertical buckling of the surface atoms
can be varied from 0.10Å to 0.65Å by selecting the ap-
propriate alloy atom29. In a similar way, the electronic
band structure of surface alloys can be tuned by mate-
rial design. All surface alloys of heavy metal atoms on
noble metal surfaces exhibit a hole-like hybrid state with
a Rashba-type spin splitting. Thereby the dispersion,
energy position and spin-splitting of the hole-like hybrid
state can be tailored by the chemical properties of the
alloy atoms as well as the strength of their atomic spin-
orbit coupling28,30–32. Only recently, even ferromagnetic
order has been observed in surface alloys formed between
noble metal host materials and rare earth alloying atoms
by Ormaza et al.33, making this class of 2d materials even
more interesting for application.

Here, we will take advantage of the high tuneablity
of heavy-metal, noble-metal surface alloys and explore
the interfacial properties of the prototypical molecule
PTCDA on a SnAg2 surface alloy. Using a combina-
tion of surface sensitive techniques such as core-level
spectroscopy, normal-incidence x-ray standing waves
and momentum-resolved photoemission, we observe two
structurally inequivalent adsorption sites of PTCDA on
the SnAg2/Ag(111) surface alloy, in agreement with re-
cent findings for PTCDA on the PbAg2/Ag(111) sur-
face alloy34,35. Most interestingly, in the present sys-
tem there is no charge transfer into the former LUMO
of PTCDA, whichshows a discrepancy with the find-
ings for PTCDA/Ag(111)36 as well as PTCDA on the
PbAg2 surface alloy34,35. Our experimental evidence
points to a clear reduction of the molecule-surface in-
teraction strength between the PTCDA and the Ag(111)
surface by the implantation of Sn into the surface layer.
This clearly underlines the potential of surface alloying to
control the interaction strength and thereby the geomet-
ric, electronic and spin-dependent properties of metal-
organic hybrid interfaces.

II. EXPERIMENTAL DETAILS

A. Sample preparation

All experiments have been carried out under ultra-
high vacuum (UHV) conditions at a base pressure of
5×10−10 mbar at room temperature. The Ag(111) sin-
gle crystals have been cleaned by multiple cycles of
Ar-Ion sputtering at various ion energies of 0.5 - 2.0
keV, Idrain = 8µA and subsequent sample annealing
for 20 minutes up to 730K. The (chemical) cleanness of
the sample surface was confirmed by the existence and
linewidth of the Shockley surface state and by core level
spectroscopy (XPS). The SnAg2 surface alloy was pre-
pared by depositing Sn atoms onto the clean Ag(111)
surface at elevated sample temperatures (T=550 K) us-
ing a homebuilt thermal Sn evaporator. After deposi-
tion, the sample was kept at elevated temperatures for
at least 30min to desorb residual non-alloyed Sn atoms.

The sample coverage was confirmed after deposition by
XPS via comparison of the areas of Sn3d peaks to ref-
erence data. The organic molecules were subsequently
deposited from a commercial Kentax evaporator with an
evaporation temperature of T= 570K. The molecular
film of PTCDA was deposited with a rate of approxi-
mately 10 minutes per monolayer. The sample coverage
was confirmed by the C1s corelevel intensity.

B. Experimental methods

The momentum-resolved photoemission data were ob-
tained by momentum microscopy at the University of
Kaiserslautern37,38. The core level and normal incidence
standing waves experiments were conducted at the hard
x-ray Photoemission (HAXPES) and x-ray standing wave
(XSW) end station at beamline I09 at the synchrotron
light source Diamond in Didcot, UK39. This end sta-
tion is equipped with a hemispherical electron analyzer
(Scienta EW4000 HAXPES), which is mounted perpen-
dicular to the direction of the incoming photon beam.
This analyzer has an angular acceptance of ± 30◦ and an
energy resolution of 150meV using the analyzer settings
of our experiments (Epass=100 eV, dslit = 0.5mm). The
NIXSW method is a powerful tool to investigate the ad-
sorption height of chemically inequivalent atoms above a
single crystalline surface with a precision of better than
∆z ≤ 0.04Å. A detailed description of the method can
be found elsewhere40–42. Here, we will just give a short
summary of the basic principle:
For photon energies fulfilling the Bragg condition H =
kH − k0 for a specific reflection H = (hkl), a stand-
ing wave field is formed above the single crystal due to
the interference between the incoming and reflecting x-
ray wave field. Scanning the photon energy through the
Bragg condition, one observes a phase shift of the rela-
tive complex amplitudes between the incoming and the
reflected wave by π. This phase shift results in a displace-
ment of the standing wave field by half a lattice spacing
d(hkl) in the direction perpendicular to the Bragg planes.
This shift of the standing wave field changes the photon
density at any specific position z above the single crystal
surface as a function of the photon energy. If an atom is
at a position z above the single crystal surface, its XPS
yield changes depending on the position of the standing
wave field, e.g. the used photon energy. The experimen-
tally observed yield curve I(E) can be described by

I(E) = 1 + SRR(E) + 2|SI |
√
R(E)

+FH cos (ν(E)− 2πPH + Ψ),
(1)

where R(E) is the x-ray reflectivity of the Bragg reflec-
tion with its complex amplitude

√
R(E) and phase ν(E).

SR, |SI | and Ψ are correction parameters for non-dipolar
contributions to the photoemission yield. For more de-
tails, see43–46. The fitting parameters of the NIXSW
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analysis are the coherent fraction FH and coherent posi-
tion PH . The coherent position PH can be interpreted as
an average height of the chemical species with respect to
the Bragg planes: z = d(h k l)× (PH +n), n= 0, 1, 2,. . . ,
where n is the number of Bragg planes located between
the surface plane and the average position of the species.
The coherent fraction FH is a parameter quantifying the
vertical order of this atomic species.

In ideal cases, perfect vertical order corresponds to a
coherent fraction FH = 1, while a homogeneous distribu-
tion of adsorbates between two Bragg planes would lead
to a coherent fraction FH = 0. For single layers of molec-
ular adsorbates on surfaces, coherent fractions of carbon,
nitrogen or oxygen atoms are typically in the range of
FH = 0.8 even for highly ordered molecular layers47.
This reduction of FH can be attributed to molecular vi-
brations and small structural defects in the molecular
film which can have a significant influence on the verti-
cal order of carbon, nitrogen and oxygen atoms due to
the typically large number of these atomic species in the
molecular complexes.

III. EXPERIMENTAL RESULTS

A. Lateral Structure

We now turn to the discussion of the experimen-
tal results and start with the lateral order of the
PTCDA/SnAg2 interface. The bare SnAg2 surface al-
loy has already been studied recently by Osiecki et
al.48. Briefly, in unison with other surface alloys on
fcc(111) noble metal surfaces28,29,31,32, the SnAg2 alloy
exhibits a homogeneous

(√
3×
√

3
)
R30◦ superstructure

that is formed by replacing each third Ag surface atom
by Sn. The corresponding low energy electron diffrac-
tion (LEED) pattern of this superstructure is shown in
Fig. 1(a). The red rhombus marks the unit cell in recip-
rocal space of the surface alloy superstructure, the green
rhombus the one of the Ag(111) bulk crystal surface. The
real space structure is shown in Fig.1(c) in the left half:
every Sn atom is surrounded by 6 Ag atoms.
After the adsorption of one monolayer of PTCDA onto
the clean SnAg2 surface alloy, we observe a set of new,
well-defined spots in LEED (Fig. 1(b)) indicating the
formation of a long-range ordered molecular overlayer.
Interestingly, the LEED pattern of the PTCDA/SnAg2
interface exhibits the typical arrangement of diffraction
spots in double triangular structures known for PTCDA
monolayer films on bare fcc(111) noble metal surfaces.
For a quantitative analysis of the LEED data, we simu-
lated diffraction patterns for various structures and found
the best agreement between the LEED data and the sim-
ulations for the superstructure with the matrix ( 7 1

2 5 ).
This matrix is identical to one for the PTCDA mono-
layer structure on Ag(111)49,50 and indicates that the
overlayer is commensurate with the silver surface lat-
tice. Consequently it is also commensurate with the

(a) (b)

Ag

Sn
7  1
2  5(   )

(c)

FIG. 1: (a) LEED image recorded for SnAg2 surface alloy
formed on Ag(111) (Ekin = 76 eV). The unit cell of the sub-
strate in momentum space is sketched as green hexagon, the
one of the

(√
3×
√
3
)
R30◦ superstructure as red hexagon.

(b) LEED image for a monolayer of PTCDA on SnAg2 sur-
face alloy(Ekin = 14 eV). The bottom half of the LEED image
is superimposed with simulated diffraction spots of the su-
perstructure matrix of PTCDA/Ag(111): ( 7 1

2 5 ). (c) left half:
bare SnAg2 surface alloy, right half: structural model of the
PTCDA monolayer film on the SnAg2.

(√
3×
√

3
)
R30◦ lattice of SnAg2 alloy in higher order:

3·
(
~A
~B

)
PTCDA

=

(
8 −5
7 8

)
·
(
~A
~B

)
SnAg2

=

(
21 3
6 15

)
·
(
~A
~B

)
Ag

The molecular structure of the PTCDA monolayer film
on the SnAg2 surface alloy is illustrated by our struc-
tural model in Fig. 1(c). This model is adopted from
the one for the monolayer structure of PTCDA adsorbed
on Ag(111) and exhibits two PTCDA molecules per unit
cell arranged in a herringbone pattern. In discrepancy
with our previous studies of adsorption of PTCDA on
the PbAg2 surface alloy34,35, we do not observe a change
in the lateral ordering of the molecules compared to ad-
sorption on Ag(111). We can conclude that the Sn su-
perstructure does not dominate the ordering process for
adsorption of PTCDA molecules on the SnAg2 surface
alloy.
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B. Core Level Spectroscopy

To characterize the electronic structure of the interface,
we performed core level spectroscopy studies using both
the soft and hard x-ray branches of the I09 beamline. In
Fig. 2(a) and (b) we show the C1s and O1s core level
spectra for a layer of PTCDA adsorbed on SnAg2. For
comparison, we also included the corresponding C1s and
O1s core level spectra for PTCDA adsorbed on the bare
Ag(111) surface (Fig. 2(c),(d)) and on the PbAg2 surface
alloy (Fig. 2(e),(f)).

The C1s core level spectrum of PTCDA on the SnAg2
surface alloy consists of an intense main line with asym-
metric lineshape and at least two side peaks with signifi-
cantly lower intensity. The asymmetric shape of the main
line is caused by a shoulder on its low binding energy
side. This lineshape and the corresponding full width
at half maximum (FWHM) clearly differs from the spec-
trum of PTCDA/Ag(111) (Fig. 2(c)), but reflects very
well the C1s spectrum of PTCDA on the PbAg2 sur-
face alloy (Fig. 2(e)). Therefore, we adopt the fitting
model developed for PTCDA/PbAg234,35 to disentangle
the contributions of the chemically inequivalent atomic
species to the C1s spectrum of PTCDA/SnAg2. The to-
tal C1s spectra consists of two contributions from chemi-
cally inequivalent PTCDA molecules. The fitting models
are shown as red and black curve below the experimen-
tal data. The core level signature of one type of PTCDA
molecule (PTCDA1, red curve in Fig 2(a)) is almost iden-
tical to the one for PTCDA on the bare Ag(111) sur-
face. It consists of four Gaussian curves which reflect
the contributions of the four chemically inequivalent car-
bon atoms of the molecule: the C-H (1), C-C (2), C-
C-O (3) and C-O (4) carbon species, indicated in the
PTCDA model in Fig. 2(c). The envelope of the best

hʋ=2.63 keV

1

3
2

4

PTCDA/Ag(111)

PTCDA/Pb Ag /Ag(111)1 2

PTCDA/Sn Ag /Ag(111)1 2

3:1

1.25:1

1 1

1 1

2 2
2

2 3

3 4

4

hʋ=335 eV

hʋ=335 eV hʋ=2.64 keV

PTCDA/Pb Ag /Ag(111)1 2

PTCDA/Sn Ag /Ag(111)1 2

C1s photoemission spectra O1s photoemission spectra

PTCDA/Ag(111)

(a) (b)

(c) (d)

(e) (f)

FIG. 2: The C 1s (left) and O1s (right) core level spectra
for the monolayer structure of PTCDA on (a,b) the SnAg2
surface alloy, (c,d) the clean Ag(111) surface and (e,f) the
PbAg2 surface alloy.

fitting result is shown as a blue solid lines in Fig. 2(a),
the contributions of both types of PTCDA molecules as
red (PTCDA1) and black (PTCDA2) solid lines. The ex-
cellent quality of the fit directly confirms the existence
of two chemically inequivalent PTCDA molecules on the
SnAg2 surface alloy. The C1s signature of one type of
PTCDA molecule (PTCDA2, black curve in Fig 2(a)) is
similar to that of a PTCDA multilayer film51 while the
other is similar to adsorption on Ag(111). Our analy-
sis reveals an almost balanced ratio between both types
of PTCDA molecules of approximately 1.25:1 instead of
3:1 as observed for PTCDA/PbAg234. This almost 1:1
stoichiometry is consistent with our structural model ex-
hibiting two structurally inequivalent molecules per unit
cell. In addition, the binding energy of the C-C compo-
nents of both types of PTCDA molecules is shifted by
∆E= 0.55 eV with respect to each other. A similar ef-
fect, but clearly larger shift of ∆E= 0.83 eV was also ob-
served within PTCDA on the PbAg2 surface alloy. The
core level shift between the C1s species of both types of
PTCDA molecules suggests a different chemical environ-
ment for PTCDA1 and PTCDA2 on the SnAg2 surface
alloy.

The analysis of the O1s core level data leads to a
very similar conclusion. The lineshape of the O1s core
level emission of PTCDA on the SnAg2 surface alloy in
Fig. 2(d) reveals a pronounced shoulder on its low bind-
ing energy side which is absent for PTCDA on the bare
Ag(111) surface, see Fig. 2(d). In good agreement to our
previous studies34, such a shoulder in the O1s signature
was recently observed for PTCDA on the PbAg2 surface
alloy34,35, see Fig. 2(f). In analogy to the C1s core level
spectrum, we analyzed the O1s lineshape with a superpo-
sition of two core level signatures of chemically inequiv-
alent PTCDA molecules. The fit envelope is depicted as
solid blue line, the corresponding contributions of both
types of PTCDA molecules as red and black solid lines.
For both types of molecules, we considered two chemi-
cally inequivalent oxygen species, namely the carboxylic
and the anhydride oxygen species of PTCDA36. The best
fit was obtained for the model shown in Fig. 2(b). We
observe a comparable stoichiometric ratio between the
signatures of both inequivalent PTCDA molecules and a
relative shift of ∆E= 0.9 eV between the carboxylic oxy-
gen peaks of both types of molecules.

C. Vertical Adsorption Configuration

More insights into the origin of both types of PTCDA
molecules can be obtained by investigating their vertical
adsorption configurations and their vertical bonding dis-
tances at the PTCDA/SnAg2 interface using the NIXSW
technique. For the NIXSW analysis, we used the core
level models for C, O, and Sn discussed above. In the
fitting procedure, we constrained the relative intensities
of all chemically different C and O species, separately for
each of the two types of PTCDAmolecules. Furthermore,
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FIG. 3: Exemplary partial yield curves of individual NIXSW
scans for all different species of the PTCDA/SnAg2 interface
that could be distinguished in our core level analysis.

the binding energy positions amd FWHM of all Gaus-
sian peaks were kept constant in the fitting. For each
of the two inequivalent PTCDA molecules this results
in two free fitting parameters for the adsorption heights,
one for the (average height of all) carbon atoms and one
for the (average height of all) oxygen atoms. While this
severely reduces the structural information obtained in
the NIXSW experiment, it was necessary to obtain re-
liable fitting results. The core level data were analyzed
with the commercial software CASAXPS. Uncertainties
of the photoemission yield curve was estimated by the
implemented Monte Carlo error analysis52,53. They are
usually 10 % and are omitted in the plots for better vis-
ibility.

We present exemplary yield curves for every fitted
atomic species in Fig. 3. The yield curves are analyzed
with the NIXSW analysis software TORICELLI54,55 re-
sulting in the fitting parameters coherent position PH

and coherent fraction FH (see equation 1). For each
species, several scans at different sample positions were
recorded and analyzed individually. The fitting results
are presented in the Argand diagrams in Fig. 4: the

PTCDA  /PbAg /Ag(111)1 2PTCDA  /PbAg /Ag(111)2 2

3.63 Å
3.80 Å

-0.30 Å -0.11 Å-0.19 Å -0.06 Å

3.57 Å 3.44 Å

PTCDA  /SnAg /Ag(111)1 2PTCDA  /SnAg /Ag(111)2 2

-0.05 Å-0.10 Å

region

C1s-PTCDA1

C1s-PTCDA2

region

O1s-PTCDA1

O1s-PTCDA2

(b) (c)

(d)

(e)

H
P

HF

0.1

0.2SnAg Sn 3d2 

PTCDA/SnAg Sn 3d2 

PbAg Pb 4f2 

PTCDA/PbAg Pb 4f2 

0.19 Å

0.49 Å
0.41 Å

(a)

Sn

Pb

FIG. 4: (a) Argand diagram with NIXSW fitting results of the
Sn 3d yield curve of the SnAg2 surface alloy, prior and after
the adsorption of a monolayer of PTCDA. For comparison we
included the results of our previous studies of the Pb4f peak
of the PbAg2 surface alloy34 . The Argand diagram of the
NIXSW fitting results of the C1s (b) and O1s (c) core levels
of a PTCDA monolayer on the Sn1Ag2. Real scale vertical
adsorption geometry model for PTCDA adsorbed on Sn1Ag2
surface alloy and on the Pb1Ag2 surface alloy are shown in
(d) and (e) respectively.

length of the vector represents the coherent fraction, the
angle included with the positive x-axis the coherent po-
sition. The results for the Sn surface atoms are shown
in the Argand diagram in Fig. 4(a), the ones for the car-
bon and oxygen core levels of PTCDA in Fig. 4(b) and
Fig. 4(c). The fitting results of the individual scan of
each chemical species are shown as colored circles. An
arrow of identical color represents the average value of
these fitting results for each species. The experimental
uncertainty of the fitting parameters and the adsorption
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height of each species are calculated by the standard de-
viation of the individual fitting results. These averaged
fitting parameters for PH and FH are summarized in Ta-
ble I together with the corresponding adsorption heights.
As a reference we included the adsorption heights of all
atomic species for PTCDA on the PbAg2 surface alloy34
and on Ag(111)36.

For the bare SnAg2 surface alloy (before adsorption of
PTCDA), we find a coherent fraction of FH

Sn = 1.05±0.05
and a coherent position of PH

Sn = 0.08±0.01. The exper-
imental uncertainties are rather small, as reflected by the
marginal scattering of the fitting results of the individual
NIXSW scans in the Argand diagram in Fig. 4(a). The
corresponding adsorption height of Sn is 0.19 ± 0.02Å
with respect to the surface plane of the Ag atoms, i.e.,
the Sn atoms show a small vertical relaxation from the
surface layer towards the vacuum. Interestingly, our
experimental findings cannot confirm recent theoreti-
cal predictions for a small vertical inwards relaxation
(∆z = −0.04Å) of the Sn atoms of a SnAg2 surface alloy
towards the Ag bulk48. Moreover, the vertical relaxation
of the Sn atoms from the Ag surface plane is compara-
ble to the relaxation of Sb, but significantly smaller than
the relaxation of other surface alloy atoms such as Bi or
Pb29. We attribute this difference to the smaller atomic
size of Sn or Sb compared to Bi and Pb.

The adsorption of one layer of PTCDA on the SnAg2
surface alloy does not change the vertical positon of the
Sn atoms (within experimental uncertainties), as we find
almost identical coherent positions and coherent fractions
before and after adsorption of PTCDA. The missing ver-
tical relaxation of the Sn atoms represents a significant
difference to our recent study of PTCDA on PbAg2 sur-
face alloy. For the latter system, the formation of local
σ-bonds between the PTCDA molecule and the surface
atoms resulted in an additional vertical relaxation of the
Pb surface alloy atoms of ∆z = 0.08 ± 0.01Å34. Such
bonds are clearly absent for the PTCDA/SnAg2 inter-
face as indicated by the Sn adsorption heights obtained
in this study.

The NIXSW fitting results for the carbon and oxygen
atoms of both inequivalent PTCDA molecules PTCDA1

(monolayer-like) and PTCDA2 (bulk-like) are shown in
the Argand diagram Fig. 4(b) and (c). The scattering of
the fitting results for both elements is significantly larger
compared to the one for the Sn surface alloy atoms result-
ing in larger experimental uncertainties of the vertical po-
sitions of both types of PTCDA molecules. In addition,
the coherent fractions of the carbon and oxygen atoms of
both PTCDA molecules are clearly different. The coher-
ent fractions of FH

C1s = 0.69±0.05 and FH
O1s = 0.41±0.04

of PTCDA2 are comparable with coherent fractions for
flat lying PTCDA molecules on other noble metal sur-
faces. However, the corresponding fractions of PTCDA1

of FH
C1s = 0.27± 0.08 and FH

O1s = 0.33± 0.07 are signifi-
cantly lower than typical values for flat lying molecules.
We suspect that the reason for this lower fraction is not
a strong bending or tilt of the PTCDA1 molecules, but

originates from a small contribution of the photoemission
yield of the PTCDA2 molecules to the one of PTCDA1

due to the energetic overlap between the individual peaks
of both PTCDA species in the C1s and O1s core level
data. This reduces the coherent fraction of PTCDA1

due to the different adsorption heights of both types of
molecules on the surface alloy. Despite this challenge
in the data analysis of PTCDA1, the fitting results of
PTCDA1 still reflect the structural properties of this type
of PTCDA molecule. This conclusion is supported by the
significantly different coherent positions PH of both types
of PTCDA molecules obtained in the NIXSW analysis.

For a further discussion of the NIXSW results, the ver-
tical adsorption geometry of both PTCDA molecules is
shown in a true scale model in Fig. 4(d). As a refer-
ence, a similar model of both types PTCDA molecules
on the PbAg2 surface alloy is shown in Fig. 4(e). The
PTCDA molecules are drawn in a schematic side view
along their long molecular axis. The colored circles indi-
cate the (empiric) atomic radii while the dashed circles
show the corresponding van-der-Waals-radii56.

Upon adsorption on the SnAg2 surface alloy, both
types of PTCDA molecules exhibit almost no bending of
the oxygen end groups towards the interface. While the
average adsorption position of the oxygen atoms of the
anhydride endgroups is slightly below the carbon back-
bone (∆zPTCDA,1 = −0.06 ± 0.07Å, and ∆zPTCDA,2 =
−0.12±0.07Å), this difference is barely significant within
the experimental uncertainty. This observation is in clear
contrast to the vertical adsorption geometry of PTCDA
on PbAg234 surface alloy as well as on all low index
silver surfaces36,52,57. On these surfaces, at least one
chemical oxygen species (typically the carboxylic oxy-
gen atoms) bends down towards the surface atoms. This
vertical distortion of the PTCDA molecules is the geo-
metric signature of the formation of local, σ-like bonds
between the oxygen atoms of PTCDA and the surface.
In contrast, the flat adsorption geometry of both inequiv-
alent PTCDA molecules on the SnAg2 surface alloy indi-
cates the absence of such local bonds between the oxygen
atoms and the Sn or Ag surface atoms. Such σ-bonds
were identified as the microscopic origin of the vertical
relaxation of the Pb atoms of the PbAg2 surface alloy
after the adsorption of PTCDA.

The carbon backbone of both PTCDA molecules
is located at slightly different adsorption heights of
DH

PTCDA,1 = 3.44 ± 0.03Å and DH
PTCDA,2 = 3.57 ±

0.02Å. This difference is identical to the difference in
adsorption heights of the two chemically inequivalent
PTCDA molecules on the PbAg2 surface alloy. How-
ever, the overall adsorption height of PTCDA on SnAg2 is
≈ 0.2Å smaller than on the PbAg2 surface. This can be
attributed to the significantly larger vertical buckling and
atomic radius of the Pb surface atoms compared to the
Sn atoms in their respective surface alloys on Ag(111). A
better representation of the distances between two atoms
is given by the normalized bonding distance which is cal-
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TABLE I: NIXSW fitting results and corresponding adsorption heights of all chemically inequivalent species of the
PTCDA/SnAg2 interface. For comparison, adsorption heights for PTCDA on the PbAg2 and on the Ag(111) surface are
included34,36. We used non-dipolar correction parameters of γ=1.06219 (0.97470) for the C1s (O1s) emission lines, respectively.
The experimental geometry is given by the Bragg angle of θ=86.5◦ (3.5◦ off normal incidence) and by φ=75◦ (photoelectron
emission angle relative to incident beam). For more details see46 and54 for instance. For the analysis of the Sn 3d core level,
we only considered the photoemission yield in a narrow angle range close to an emission angle of 90◦ to minimize the influence
of non-dipolar contributions to the photoemission signal.

FH PH DH
SnAg [Å] DH

PbAg [Å] DH
Ag [Å]

Sn 3dalloy 1.05± 0.05 0.08± 0.01 0.19± 0.02 - -
Sn 3dPTCDA 1.01± 0.03 0.08± 0.03 0.19± 0.008 - -
C1sPTCDA,1 0.27± 0.08 0.46± 0.01 3.44± 0.03 3.63± 0.04 2.86± 0.01

C1sPTCDA,2 0.69± 0.05 0.51± 0.01 3.57± 0.02 3.80± 0.04 2.86± 0.01

O1smean,1 0.33± 0.07 0.43± 0.03 3.38± 0.07 3.39± 0.05 2.77± 0.05

O1smean,2 0.41± 0.04 0.46± 0.03 3.45± 0.07 3.65± 0.04 2.77± 0.05

culated by

dNA−B =
dA−B

dAV dW + dBV dW

. (2)

The normalized bonding distance is a very good indicator
for the interaction strength between two atoms A and B.
While dNA−B ≈ 1 represents very weak interaction, e.g.
maximal physisorption, smaller radii due to partial over-
lapp of the atomic van-der-Waals radii indicate stronger
interaction. The results for the interfaces formed between
PTCDA with SnAg2, PbAg2 and Ag(111) are summa-
rized in Table II. We obtain higher normalized bonding
distances in the SnAg2 system compared to both PbAg2
and Ag(111) for all atomic species.

Altogether, our investigation of the vertical adsorption
geometry shows that surface alloying of the Ag(111) sur-
face with Sn atoms suppresses the chemical interaction
between PTCDA and the Ag(111) surface. In particu-
lar, we do not observe any vertical relaxation of the Sn
surface alloy atoms which indicates the absence of lo-
cal, σ-like bonds between the molecule and the Sn alloy
atoms. In the following, we will explore the consequence
of the apparently physisorptive molecule-surface bond-

TABLE II: Normalized bonding distances for PTCDA mono-
layer films on the SnAg2, PbAg2 and Ag(111) surfaces. Van
der Waals radii were taken from56: rC = 1.77Å, rO = 1.50Å,
rSn = 2.42Å, rPb = 2.54Åand rAg = 2.53Å.

dNSnAg [%] dNPbAg [%] dNAg [%]
C1sPTCDA,1 78± 1.4 73± 1.2 68± 1.5

C1sPTCDA,2 81± 1.2 77± 0.7 68± 1.5

O1scarbox,1 82± 2.6 70± 0.7 68± 2.3

O1scarbox,2 84± 2.6 77± 0.7 68± 2.3

O1sanhy,1 82± 2.6 75± 2.5 76± 4.1

O1sanhy,2 84± 2.6 80± 1.5 76± 4.1

ing for the surface band structure of the alloy and the
interfacial energy level alignment at the interface.

D. Electronic valence band structure

The modification of the SnAg2 surface band structure
upon adsorption of PTCDA can be determined directly
by momentum-resolved photoemission spectroscopy with
vacuum-ultraviolet radiation. The band structure of the
bare SnAg2 is dominated by a hybrid surface state with
a hole-like parabolic dispersion, which is located at the
Γ̄-point of the surface Brillouin zone48. In the momen-
tum resolved photoemission data shown in Fig. 5(a), left
side, this hybrid surface state appears as ring-like fea-
ture in the constant energy map (CE map) recorded at
EB = 0.8 eV (indicated by the green ring). Upon ad-
sorption of PTCDA, no modification of the emission pat-
tern or the band dispersion of this hybrid surface state
is observed in the occupied valence band structure as ex-
emplarily shown in the CE map in Fig. 5(a), right side.
This CE map was obtained for the same energy as the
corresponding map of the bare surface alloy on the left.

These findings indicate that the adsorption of PTCDA
does not significantly affect the surface band structure, in
contrast to our recent findings for PTCDA on the PbAg2
surface alloy, for which the formation of σ-like bonds
between PTCDA and the surface was observed35. The
PTCDA/SnAg2 resembles, qualitatively, the adsorption
scenario observed for CuPc on the PbAg2 surface alloy,
a molecular adsorbate system without local σ-like bonds
at the interface.

To characterize the interfacial energy level alignment
and to reveal a possible adsorption-induced charge re-
distribution across the interface, we have recorded the
total photoemission yield in the valence band structure,
as shown in Fig. 5(b) as solid blue line. As a reference,
the total photoemission yield of the bare SnAg2 surface
alloy is shown as the gray solid line, and the difference
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E =2.3 eVBE =1.7 eVB

Sn Ag  1 2 PTCDA on
Sn Ag  1 2

E =0.8 eVB(a)

(c)

(b)

SnAg2

PTCDA/SnAg2

Difference 

2.0 1.0 0.0

E  [eV]B

FIG. 5: (a) Constant energy map at 0.8 eV binding energy for
the bare SnAg2 surface alloy (left) and after adsorption of one
layer of PTCDA (right). The hybrid interface state (indicated
by a green ring) is not altered upon adsorption of PTCDA.
(b) Total UPS yield of the electronic valence structure of
PTCDA/SnAg2 (blue), SnAg2 (gray) and the difference sig-
nal (red). We observe no molecular feature at EF , but two
molecular features at EB = 1.7 eV and EB = 2.3 eV . (c, d)
Symmetrized constant energy maps extracted at EB = 1.7 eV
and EB = 2.3 eV respectively, i.e., at the binding energy of
the molecular features in the UPS spectrum.

signal in red.
Most importantly, the photoemission spectrum does

not reveal any molecular feature in the vicinity of the
Fermi edge, which would indicate an occupation of a
LUMO derived state. Such a state is usually observed for
PTCDA on Ag(111) and was also found on the PbAg2
surface alloy. This state becomes (at least) partly occu-
pied due to an interfacial charge transfer from the surface
into the molecule. It can be thus regarded as the spectro-
scopic signature of a partial chemical interaction between
the molecule and the surface mediated by a delocalized
π-bond at the interface58. The absence of such a state
further supports our previous conclusion of a mere ph-
ysisorption of PTCDA on the SnAg2 surface alloy.

The two photoemission features at EB = 1.7 eV and
EB = 2.3 eV can be assigned to the highest occu-
pied molecular orbital (HOMO) of the two inequivalent
PTCDA molecules, in analogy to the finding for PTCDA
on the PbAg2 surface alloy.

This assignment is further confirmed by the CE maps
of both HOMO features in Fig. 5(c) and (d). Both

CE maps reveal the characteristic emission pattern of
the PTCDA HOMO on a threefold symmetric fcc(111)
surface with six well-defined maxima located on a ring
with r ≈ 1.7Å in momentum space59. The feature at
EB = 1.7 eV corresponding to the HOMO of PTCDA1 is
slightly less well defined due to an overall lower intensity.
For this reason, the sp-bands of the surface alloy still
contribute to the intensity distribution in this constant
energy map. These sp-bands are highlighted by a dashed
yellow line and lead to a distortion of the expected el-
liptical shapes of the molecular emission pattern due to
the superposition of the molecular orbital feature and
substrate bands. Besides this distortion, the momentum
distribution is similar to the momentum distribution of
the CE map at EB = 2.3 eV.

IV. DISCUSSION

Our comprehensive investigation of the structural and
electronic properties of PTCDA on the SnAg2 surface
alloy has revealed clear signatures of a non-chemical in-
teraction between PTCDA and the underlying surface
alloy. We find a flat adsorption geometry of PTCDA
as well as the absence of any charge transfer across the
interface. In addition, the vertical buckling of the Sn
surface alloy atoms and the surface band structure of
the SnAg2 surface alloy are fully preserved after the ad-
sorption of PTCDA. This is significantly different for
PTCDA adsorbed on the formally similar PbAg2 sur-
face alloy where the formation of local σ-bonds between
PTCDA and the Pb atoms results in a vertical relaxation
of the Pb atoms coinciding with a strong modification of
the surface alloy band structure. From this comparison,
it can be concluded that adsorption-induced modifica-
tion of the structural and electronic properties of the
surface alloy crucially depends on the presence or ab-
sence of σ-bonds between the molecular adsorbates and
the surface alloy. The most obvious difference between
both adsorbate systems is the significantly larger intrinsic
vertical buckling of the clean alloy atoms for the PbAg2
(∆zcleanPb = 0.42±0.02Å) compared to the SnAg2 surface
alloy (∆zcleanSn = 0.19 ± 0.01Å). These different vertical
positions of the alloy atoms result in different normalized
bonding distances with the oxygen atoms of PTCDA.
These, on turn, are eventually responsible for the forma-
tion of local σ-bonds at the PTCDA-surface alloy inter-
face. While the vertical position of the alloy atoms can
explain the different bonding of PTCDA to Sn- and Pb-
based surface alloys on the Ag(111) surface, it cannot ex-
plain the recent findings of Cottin et al.60 for PTCDA on
the BiAg2 surface alloy. They observed no modification
of the BiAg2 surface band structure although the vertical
buckling of the Bi atoms of ∆zBi = 0.65± 0.10Å29 even
exceeds the one of Pb. The difference between Bi- and
Pb-based alloys can be attributed to the different occupa-
tion of their hybrid surface state with pz character. While
the pz hybrid surface states of the bare SnAg248 and the
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PbAg231 surface alloy are only partially occupied, the
Bi-Ag pz hybrid surface state is completely filled28 due
to one additional valence electron of Bi compared to Sn
and Pb61. This different population prevents the forma-
tion of σ-bonds between PTCDA and the BiAg2 surface
alloy atoms, which requires an effective charge transfer
between the oxygen groups of PTCDA and the unoccu-
pied (surface) states of the surface alloy58. In contrast,
such a charge transfer is - in general - possible for surface
alloys with partially occupied surface states such as the
SnAg2 and the PbAg2 surface alloys, and can hence re-
sults in the formation of local σ-bonds for these surfaces.

Therefore, we can propose three empiric rules that de-
fine the necessary requirements of the formation of local
σ-bonds between molecular complexes and surface alloy
atoms: the existence of (i) functional and reactive molec-
ular groups, (ii) only partially occupied hybrid surface
states with pz character, and (iii) a sufficient intrinsic
vertical relaxation of the surface alloy atoms. These em-
piric rules represent the foundation for band structure
engineering of surface alloys by the formation of tailored
molecule-alloy surface bonds.

V. SUMMARY

In this work, we have investigated the structural and
electronic properties of the interface formed between
PTCDA and the SnAg2 surface alloy. The SnAg2 sur-
face alloy exhibits the well-known

(√
3×
√

3
)
R30◦ su-

perstructure and a small but significant vertical relax-
ation of the Sn surface alloy atoms of 0.19± 0.01Å with
respect to the plane of the Ag surface atoms. The ad-
sorption of PTCDA on the Sn-Ag surface alloy does not
affect the structural (vertical position of the Sn atoms)
and electronic properties (surface band structure) of the
SnAg2 surface alloy. This finding is in contrast to the
behavior of PTCDA on a PbAg2 surface alloy for which
the molecular adsorption modifies both the surface band
structure and the vertical relaxation of the Pb alloy
atoms. This apparent contradiction could be resolved by

the investigation of the vertical bonding distances and
the charge redistribution at the interfaces. PTCDA ad-
sorbs in a completely flat adsorption geometry on the
SnAg2 surface alloy without any structural indications
for the formation of local σ-like bonds to the surface.
In addition, no signal of interfacial charge transfer was
observed. All these findings point to the mere physisorp-
tion of PTCDA/SnAg2, and not to a chemical interaction
with σ-like bonds as was observed for the bare and the Pb
alloyed Ag(111) surfaces. In conjunction with previous
findings for PTCDA on different surface alloys34,35,60, we
propose three empiric rules that define for the modifica-
tion of surface alloys by σ-like bonding with molecular
adsorbates: (i) functional and reactive molecular groups,
(ii) only partially occupied hybrid surface states with pz
character, and (iii) a sufficient vertical relaxation of the
surface alloy atoms. In this way, our work has uncovered
the necessary ingredients for engineering the surface band
structure of binary metallic surfaces and adsorbate sys-
tems by the formation of tailored molecule-surface bonds.

VI. ACKNOWLEDGEMENTS

The research leading to these results was funded by the
Deutsche Forschungsgemeinschaft (DFG, German Re-
search Foundation) - TRR 173 - 268565370). M.F. and
C.K also acknowledge financial support from the DFG
via SFB 1083, B.S. from the Graduate School of Ex-
cellence Mainz (Excellence initiative DFG/GSC 266).
L.L.K. thankfully acknowledges financial support from
the Carl Zeiss Stiftung. M.C. acknowledges funding from
the European Research Council (ERC) under the Eu-
ropean Union’s Horizon 2020 research and innovation
programme (Grant Agreement No. 725767-hyControl).
Moreover, we thank Diamond Light Source for access to
beamline I09 (through proposal SI13773-1). We are very
grateful for the support by the beamline staff during the
experiment, in particular by P. K. Thakur, D. A. Dun-
can, T.-L. Lee, and D. McCue.

∗ jseidel@rhrk.uni-kl.de
1 F. Gutmann, L. E. Lyons, and H. Keyzer,
Organic semiconductors - (Wiley, New York, 1967).

2 H. Spanggaard and F. C. Krebs, Sol Energy Mater Sol
Cells 83, 125 (2004), ISSN 0927-0248, the development of
organic and polymer photovoltaics.

3 H. Ishii, K. Sugiyama, E. Ito, and K. Seki, Adv. Mater.
11, 605 (1999).

4 M. Schwarze, W. Tress, B. Beyer, F. Gao, R. Scholz,
C. Poelking, K. Ortstein, A. A. Günther, D. Kasemann,
D. Andrienko, et al., Science 352, 1446 (2016), ISSN 0036-
8075.

5 H. Xu, R. Chen, Q. Sun, W. Lai, Q. Su, W. Huang, and
X. Liu, Chem Soc Rev 43, 3259 (2014).

6 F. Tautz, Prog Surf Sci 82, 479 (2007), ISSN 0079-6816.
7 K. Seki, N. Hayashi, H. Oji, E. Ito, Y. Ouchi, and H. Ishii,
Thin Solid Films 393, 298 (2001), ISSN 0040-6090, pro-
ceedings from the 4th International Conference on Nano-
Molecular Electronics.

8 O. T. Hofmann, V. Atalla, N. Moll, P. Rinke, and M. Schef-
fler, New J Phys 15, 123028 (2013).

9 F. A. Ma’Mari, T. Moorsom, G. Teobaldi, W. Deacon,
T. Prokscha, H. Luetkens, S. Lee, G. E. Sterbinsky, D. A.
Arena, D. A. MacLaren, et al., Nature 524, 69 (2015).

10 X.-Y. Zhu, Surf Sci Rep 56, 1 (2004), ISSN 0167-5729.
11 C. H. Schwalb, S. Sachs, M. Marks, A. Schöll, F. Reinert,

E. Umbach, and U. Höfer, Phys. Rev. Lett. 101, 146801
(2008).

mailto:jseidel@rhrk.uni-kl.de


10

12 M. Marks, N. L. Zaitsev, B. Schmidt, C. H. Schwalb,
A. Schöll, I. A. Nechaev, P. M. Echenique, E. V. Chulkov,
and U. Höfer, Phys. Rev. B 84 (2011).

13 S. Duhm, A. Gerlach, I. Salzmann, B. Bröker, R. Johnson,
F. Schreiber, and N. Koch, Org Electron 9, 111 (2008),
ISSN 1566-1199.

14 I. Kröger, B. Stadtmüller, C. Stadler, J. Ziroff, M. Kochler,
A. Stahl, F. Pollinger, T.-L. Lee, J. Zegenhagen, F. Rein-
ert, et al., New J. Phys. 12, 083038 (2010).

15 Y. Zou, L. Kilian, A. Schöll, T. Schmidt, R. Fink, and
E. Umbach, Surf. Sci. 600, 1240 (2006).

16 N. Koch, J Phys Condens Matter 20, 184008 (2008).
17 H. Ishii and K. Seki, IEEE Trans Electron Devices 44, 1295

(1997), ISSN 0018-9383.
18 S. Lach, A. Altenhof, K. Tarafder, F. Schmitt, M. E. Ali,

M. Vogel, J. Sauther, P. M. Oppeneer, and C. Ziegler, Adv
Funct Mater 22, 989 (2012).

19 S. Shi, Z. Sun, A. Bedoya-Pinto, P. Graziosi, X. Li, X. Liu,
L. Hueso, V. A. Dediu, Y. Luo, and M. Fahlman, Adv
Functi Mater 24, 4812 (2014).

20 M. Cinchetti, V. A. Dediu, and L. E. Hueso, Nat Mater
16, 507 (2017).

21 B. Stadtmüller, D. Lüftner, M. Willenbockel, E. M.
Reinisch, T. Sueyoshi, G. Koller, S. Soubatch, M. G. Ram-
sey, P. Puschnig, F. S. Tautz, et al., Nat. Commun. 5, 3685
(2014).

22 M. Häming, M. Greif, C. Sauer, A. Schöll, and F. Reinert,
Phys. Rev. B 82, 235432 (2010).

23 O. R. Evans and W. Lin, Acc. Chem. Res. 35, 511 (2002),
pMID: 12118990.

24 E. Goiri, P. Borghetti, A. El-Sayed, J. E. Ortega, and D. G.
de Oteyza, Adv. Mater.) 28, 1340 (2016).

25 M. Cinchetti, S. Neuschwander, A. Fischer, A. Ruffing,
S. Mathias, J.-P. Wüstenberg, and M. Aeschlimann, Phys.
Rev. Lett. 104, 217602 (2010).

26 H. Ding and Y. Gao, Org Electron 11, 1786 (2010), ISSN
1566-1199.

27 K. Akaike, A. Onishi, Y. Wakayama, and K. Kanai, J.
Phys. Chem. C 123, 12242 (2019).

28 C. R. Ast, J. Henk, A. Ernst, L. Moreschini, M. C. Falub,
D. Pacilé, P. Bruno, K. Kern, and M. Grioni, Phys. Rev.
Lett. 98, 186807 (2007).

29 I. Gierz, B. Stadtmüller, J. Vuorinen, M. Lindroos,
F. Meier, J. H. Dil, K. Kern, and C. R. Ast, Phys. Rev. B
81, 245430 (2010).

30 H. Bentmann, F. Forster, G. Bihlmayer, E. V. Chulkov,
L. Moreschini, M. Grioni, and F. Reinert, Europhys Lett
87, 37003 (2009).

31 D. Pacilé, C. R. Ast, M. Papagno, C. Da Silva, L. Mores-
chini, M. Falub, A. P. Seitsonen, and M. Grioni, Phys. Rev.
B 73, 245429 (2006).

32 L. Moreschini, A. Bendounan, I. Gierz, C. R. Ast,
H. Mirhosseini, H. Höchst, K. Kern, J. Henk, A. Ernst,
S. Ostanin, et al., Phys. Rev. B 79, 075424 (2009).

33 M. Ormaza, L. Fernandez, M. Ilyn, A. Magana, B. Xu,
M. J. Verstraete, M. Gastaldo, M. A. Valbuena, P. Gar-
giani, A. Mugarza, et al., Nano Lett. p. 4230 (2016).

34 B. Stadtmüller, N. Haag, J. Seidel, G. van Straaten,
M. Franke, C. Kumpf, M. Cinchetti, and M. Aeschlimann,
Phys. Rev. B 94, 235436 (2016).

35 B. Stadtmüller, J. Seidel, N. Haag, L. Grad, C. Tusche,
G. van Straaten, M. Franke, J. Kirschner, C. Kumpf,
M. Cinchetti, et al., Phys. Rev. Lett. 117, 096805 (2016).

36 A. Hauschild, R. Temirov, S. Soubatch, O. Bauer,

A. Schöll, B. C. C. Cowie, T.-L. Lee, F. S. Tautz, and
M. Sokolowski, Phys. Rev. B 81, 125432 (2010).

37 B. Kömker, M. Escher, D. Funnemann, D. Hartung, H. En-
gelhard, and J. Kirschner, Rev Sci Instrum 79, 053702
(2008), https://doi.org/10.1063/1.2918133.

38 B. Stadtmüller, L. Grad, J. Seidel, F. Haag, N. Haag,
M. Cinchetti, and M. Aeschlimann, J Phys Condens Mat-
ter 31, 134005 (2019).

39 T.-L. Lee and D. A. Duncan, Synchrotron Radiat. News
31, 16 (2018).

40 D. Woodruff, Prog Surf Sci 57, 1 (1998), ISSN 0079-6816.
41 D. P. Woodruff, Rep Prog Phys 68, 743 (2005).
42 J. Zegenhagen, Surf Sci Rep 18, 202 (1993), ISSN 0167-

5729.
43 D. Woodruff, Nuclear Instruments and Methods in Physics

Research Section A: Accelerators, Spectrometers, Detec-
tors and Associated Equipment 547, 187 (2005), ISSN
0168-9002, proceedings of the Workshop on Hard X-ray
Photoelectron Spectroscopy.

44 F. Schreiber, K. Ritley, I. Vartanyants, H. Dosch, J. Ze-
genhagen, and B. Cowie, Surf Sci 486, L519 (2001), ISSN
0039-6028.

45 I. Vartanyants, T.-L. Lee, S. Thiess, and J. Zegenhagen,
Nuclear Instruments and Methods in Physics Research Sec-
tion A: Accelerators, Spectrometers, Detectors and Asso-
ciated Equipment 547, 196 (2005), ISSN 0168-9002, pro-
ceedings of the Workshop on Hard X-ray Photoelectron
Spectroscopy.

46 G. van Straaten, M. Franke, F. C. Bocquet, F. S. Tautz,
and C. Kumpf, J Electron Spectros Relat Phenomena 222,
106 (2018), ISSN 0368-2048.

47 I. Kröger, B. Stadtmüller, C. Stadler, J. Ziroff, M. Kochler,
A. Stahl, F. Pollinger, T.-L. Lee, J. Zegenhagen, F. Rein-
ert, et al., New J Phys 12, 083038 (2010).

48 J. R. Osiecki and R. I. G. Uhrberg, Phys. Rev. B 87,
075441 (2013).

49 K. Glöckler, C. Seidel, A. Soukopp, M. Sokolowski, E. Um-
bach, M. Böhringer, R. Berndt, and W. D. Schneider, Surf
Sci 405, 1 (1998), ISSN 0039-6028.

50 L. Kilian, E. Umbach, and M. Sokolowski, Surf Sci 573,
359 (2004), ISSN 0039-6028.

51 A. Schöll, Y. Zou, M. Jung, T. Schmidt, R. Fink, and
E. Umbach, J Chem Phys 121, 10260 (2004).

52 G. Mercurio, O. Bauer, M. Willenbockel, N. Fairley,
W. Reckien, C. H. Schmitz, B. Fiedler, S. Soubatch,
T. Bredow, M. Sokolowski, et al., Phys. Rev. B 87, 045421
(2013).

53 G. Mercurio, Ph.D. thesis, RWTH Aachen (2012).
54 F. Bocquet, G. Mercurio, M. Franke, G. van Straaten,

S. Weiß, S. Soubatch, C. Kumpf, and F. Tautz, Comput
Phys Commun 235, 502 (2019), ISSN 0010-4655.

55 T. is a XSW data analysis simulation program written by
F.C. Bocquet, G. Mercurio, and M. F. C. can be obtained
from f.posseik@fz juelich.de.

56 S. Alvarez, Dalton Trans 42, 8617 (2013).
57 O. Bauer, G. Mercurio, M. Willenbockel, W. Reckien,

C. Heinrich Schmitz, B. Fiedler, S. Soubatch, T. Bredow,
F. S. Tautz, and M. Sokolowski, Phys. Rev. B 86, 235431
(2012).

58 L. Romaner, D. Nabok, P. Puschnig, E. Zojer, and
C. Ambrosch-Draxl, New J Phys 11, 053010 (2009).

59 B. Stadtmüller, M. Willenbockel, E. M. Reinisch, T. Ules,
F. C. Bocquet, S. Soubatch, P. Puschnig, G. Koller, M. G.
Ramsey, F. S. Tautz, et al., Europhys Lett 100, 26008



11

(2012).
60 M. C. Cottin, J. Lobo-Checa, J. Schaffert, C. A. Bobisch,

R. Möller, J. E. Ortega, and A. L. Walter, New J Phys 16,
045002 (2014).

61 H. Mirhosseini, A. Ernst, S. Ostanin, and J. Henk, J Phys
Condens Matter 22, 385501 (2010).


	I Introduction
	II Experimental details
	A Sample preparation
	B Experimental methods

	III Experimental Results
	A Lateral Structure
	B Core Level Spectroscopy
	C Vertical Adsorption Configuration
	D Electronic valence band structure

	IV Discussion
	V Summary
	VI Acknowledgements
	 References

