Generating N00N-states of surface plasmon-polariton pairs with a nanoparticle
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We consider a generation of two-particle quantum states in the process of spontaneous parametric
down-conversion of light by a dielectric nanoparticle with χ(2) response. As a particular example,
we study the generation of surface plasmon-polariton pairs with a GaAs nanoparticle located at the
silver-air interface. We show that for certain excitation geometries, N00N-states of surface plasmonpolariton pairs could be obtained. The effect can be physically interpreted as a result of quantum
interference between pairs of induced sources, each emitting either signal or idler plasmon. We then
relate the resulting N00N-pattern to the general symmetry properties of dyadic Green’s function of
a dipole emitter exciting surface waves. It renders the considered effect as a general way towards
a robust generation of N00N-states of surface waves using spontaneous parametric down-conversion
in χ(2) nanoparticles.

I.

INTRODUCTION

Generation of entangled photons and their correlation
measurements became one of the central topics in quantum optics addressing both fundamental aspects of quantum mechanics and driving the development of novel solutions in quantum technologies [1, 2]. By now, the generation of entangled photons has been successfully downscaled from free space experiments to on-chip dielectric
waveguides [3] enabling integrated quantum photonics
applications ranging from quantum information processing [4] to spectroscopy [5].
Moreover, the recent experiments have shown that the
surface plasmon-polaritons (SPPs) preserve the quantum
coherence [6–8] and can transfer the quantum excitations
despite the intrinsically strong dissipation (and related
fluctuations) and collective nature of the single excitation, allowing for long-range quantum interference [9].
Among various two-particle entangled quantum states,
N00N-states attract considerable attention due to their
prospective for lowering the quantum noise level below
the shot noise limit [10]. Such states were recently studied in systems ranging from microwave setups based on
superconducting qubits [11] to topological photonic crystals [12], ring resonator waveguides [13], and plasmonic
setups [14–16]. Owing to strong spatial localization of
SPP modes, they are known to be effectively utilized
for optical sensing applications, and implementation of
quantum SPP states opens a way for low-noise quantum
sensing applications [14, 17–19]. The current approach
to the generation of plasmonic N00N-states is based on
spatial separation of entangled photonic modes, i.e., by
using beam splitters and cascaded Mach-Zehnder interferometers, which later are transferred to SPPs.
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The most common mechanism of entangled quantum
state generation is the second-order nonlinear process of
spontaneous parametric down-conversion (SPDC). In the
last few years, materials with strong second-order optical nonlinearity such as gallium arsenide (GaAs) and aluminum gallium arsenide (AlGaAs) have attracted significant attention, because they provide a drastic increase of
nonlinear optical interaction efficiency on the sub-micron
scales [20–23]. That resulted in the observation of the
entangled photon pairs generation from a single resonant
AlGaAs nanodisk supporting Mie resonant modes [24].
The generation of entangled photon pairs via SPDC is experimentally demonstrated in various micro- and nanostructured nonlinear materials ranging from thin films
[25, 26] and metalens arrays [27] to resonant metasurfaces [28]. The motivation for the present study was
also strongly supported by the recent advances in directional excitation of SPP modes with dielectric nanoparticles [29, 30], which opens perspectives for nonlinear excitation of entangled SPPs.
In this article, we consider the generation of N00Nstates through the nonlinear decay of a pump photon
at a nanoparticle made of χ(2) material accompanied by
a directional excitation of SPPs at the metal-dielectric
interface, Figure 1. Following the general Green’s function formalism outlined earlier [31–33], we demonstrate
that one can obtain N00N-states of SPP pairs by using a
GaAs nanoparticle, and that this result remains robust
for a wide range of excitation conditions owing to general
properties of Green’s function of the problem.
The paper is organized as follows. In Section II,
we present the theoretical framework and introduce the
model assumptions used in our analysis. Then, in Section III we analyse the obtained results, including the
shape of two-plasmon wave functions and their dependence on the SPDC degeneracy and pump geometry. Section IV contains conclusions and final remarks.
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II.

z

THEORETICAL MODEL

General formalism. We focus on the generation of SPP
pairs via the spontaneous parametric down-conversion of
pump photons. In the course of this process requiring
second-order nonlinearity, one pump photon at the frequency ωpump is converted into two excitations, idler at
the frequency ωi and signal at the frequency ωs . The
energy conservation condition defining the frequencies of
down-converted excitations reads as ~ωpump = ~ωi + ~ωs .
For the sake of simplicity, we start with considering the
degenerate SPDC process: ωi = ωs = ωpump /2.
Our description is based on the dyadic Green’s
function formalism developed in Ref. [31]. The considered technique involves explicitly field detectors,
and thus allows taking into account the damping of
propagating waves, which is crucial for the studying SPPs generation. Within this approach, spatial
correlations between the generated photons or SPPs
can be characterized by two-particle count rate
2
W = 2π
~ |T (ri , ωi , di , rs , ωs , ds )| δ(~ωpump − ~ωi − ~ωs ),
which describes the simultaneous detection of two
photons or plasmon-polaritons. In the relation above,
ri and rs are the positions of idler and signal detectors,
respectively, di and ds are their dipole moments, and
ωi , ωs are the frequencies of excitations being detected.
Delta function represents the energy conservation during
the SPDC process. The introduced quantity W allows
describing spatial correlations between the idler and
signal photons. It is proportional to the square of the
two-photon amplitude T , which can be expressed as
[31] and Supplementary Material therein) T =
R(see Ref.
d(i) Gαβ (ri , r0 , ωi )Γβγ (r0 )Gγδ (r0 , rs , ωs ) d(s) dr0 .
V0
The integration is performed over the entire volume
V0 of the nonlinear system generating entangled pairs,
Gαβ (r, r0 , ω) is a dyadic Green’s function for the cor-

Epump
x
x

y

+i

Gzz(i)

+i

Gyz(s)

+
Gyz(i)

+i

Gzz(s)

+i
1 μm

Figure 2. Illustration of the induced dipole decomposition
in the case of a GaAs nanoparticle with axis z||[001] irradiated at the normal incidence with pump wave having the
wavelength λpump = 750nm and linearly polarized along the
x-axis. The two dipolar sources exciting SPPs at wavelengths
λi,s = 2λpump are directed along the z- and y-axis, according
to Eq. (9). Real and imaginary parts of the corresponding
dyadic Green’s functions Gzz and Gyz are shown as projections to the interface plane for coordinates x,y in the range
from −4 to 4 µm. The dipoles, as well as the image planes,
are located at the height z = 10 nm.

responding environment and Γαβ (r) is the generation
matrix.
The latter is related to the second-order
nonlinear susceptibility tensor χ̂(2) as
(2)

Γαβ (r) = χαβγ (r)Epump
(r),
γ

Figure 1. Geometry of the process. A GaAs nanoparticle
demonstrating second-order nonlinear response is located at
the silver-air interface. Excitation of the nanoparticle with
a classical pump light in TM-geometry causes a creation of
two surface plasmon-polaritons. The angle between the pump
wave vector and the interface normal is θ.

(1)

with Epump (r)e−iωpump t being the electric field of a classical pump. Thus, spatial correlations within the generated pair are sufficiently affected by the form of the
susceptibility tensor of generating system.
Dipole approximation. Before we proceed with a
consideration of the surface plasmon-polariton quantum
states, we first give a more transparent and physical description of the two-photon amplitude. We assume that
the size of the nonlinear scatterer is much smaller than
the wavelength and, thus, it can be treated in the dipole
approximation. Then, the nonlinear tensor will have a
(2)
(2)
simple form χijk (r) = χijk V0 δ(r − r0 ) , where r0 is the
position of the dipole scatterer, and V0 is its volume. The
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two-particle amplitude T takes the form
E
D
T = V0 d(i) Gαβ (ri , r0 , ωi )Γβγ (r0 )Gγδ (r0 , rs , ωs ) d(s) .

p
εAg,air (ω) − s(ω) is its z-component in the substrate or
air, respectively. With the considered z-polarized detectors, the following elements of the matrix M̂ are required:

(2)
Thus, spatial correlations between the down-converted
SPP pair are defined by the matrix elements of the convolution of three tensors, two characterizing the Green’s
functions at the given detection positions ri and rs and
the central one describing the nonlinear generation process. Next, by decomposing the generation matrix Γ̂ into
dyads:
X
Γ̂ =
Γαβ |eα i heβ | ,
(3)

Mxz = −Mzx = −2πis2 rp J1 (sρ)cos(ϕ),

α,β={x,y,z}

and decomposing the dipole moments of detectors within the same Cartesian basis vectors ex,y,z ,
P (i)∗
P (i)
(i)
d(i) =
=
α dα heα |, d
β dβ |eβ i with indices α, β taking values x, y and z, Eq. (2) renders as a sum of pairwise products involving dyadic
Green’s function matrix elements having the form
(i) (s)
heα | Ĝ(ri , r0 , ωi ) |eγ i heδ | Ĝ(rs , r0 , ωs ) |eβ i = Gαγ Gβδ .
The two-photon amplitude can be decomposed as follows:
X
(i)
(s) (s)
T = V0
d(i)∗
(4)
α Gαβ Γβγ Gγδ dδ

Myz = −Mzy = −2πis2 rp J1 (sρ)sin(ϕ),
Mzz = 2πJ0 (sρ)rp

s3
,
s1z

where J0,1 (sρ) are Bessel functions of the first kind and
Ag
air
Ag
rp (ω) = (εAg (ω)sair
z −εair sz /(εAg (ω)sz +εair sz ) is the
Fresnel reflection coefficient, with εair and εAg (ω) being
permittivities of the air and silver substrate, respectively.
The permittivity of the substrate εAg (ω) includes both
real and imaginary parts, thus taking into account ohmic
losses and related dissipation, as well as details of the surface plasmon-polariton dispersion. In the case of purely
imaginary sair
z , characteristic of evanescent waves localized at the surface, the term Ĝ(ref) describes the electric
field of SPP’s. To evaluate the corresponding integrals
Eq.(5) numerically, we use experimentally measured values of the silver permittivity from Ref. [36].

III.

RESULTS AND DISCUSSION

αβγδ

Thereby, the spatial correlations between the generated
photon (plasmon) pairs can be represented as a result of
interference of electric fields produced by pairs of dipole
emitters each emitting one excitation at half the pump
frequency, Figure 2. The directions of induced dipoles are
totally defined by the structure of the nonlinear tensor
χ̂(2) , direction and polarization of the pump wave. The
detecting dipoles d(i) and d(s) define the particular polarizations of the generated photon or SPP field which are
registered by the single-photon detectors.
Generation of entangled surface plasmon-polaritons.
The proposed formalism can be easily extended to the
generation of SPPs owing to the universality of the dyadic
Green’s functions. For a nanoparticle located in the
vicinity of an interface, dyadic Green’s function is given
by the sum of two contributions: Ĝ = Ĝ(0) + Ĝ(ref) . The
vacuum term Ĝ(0) corresponds to the dipole radiation in
free space and is given by
hthe well-known
 expression
 [34]
(0)

R R

α β
0 R)
0R
Gαβ (r, r0 , ω) = exp(ik
δαβ − R
− 1−ik
δαβ −
2
4πR
k02 R2
i
Rα Rβ
3 R2
, where R = r − r0 , R = |R|, and k0 = ω/c is
a wave vector in the free space. The second contribution
Ĝ(ref) takes into account reflection from the interface, and
can be represented in the form of a single integral [35]
Z
ik0 ∞
Ĝ(ref) (ρ, ϕ, z) =
M̂ (s, ρ, ϕ)exp(is1z z)ds. (5)
8π 0
q
Here the variable s(ω) =
kx2 (ω) + ky2 (ω)/k0 (ω) is

the dimensionless wave vector,

and sAg,air
(ω)
z

=

Generation of SPP N00N states with a GaAs nanoparticle. Hereafter, we consider a system composed of a
GaAs nanoparticle located at the silver-air interface,
Fig. 1. Non-zero elements of the corresponding χ(2) ten(2)
(2)
(2)
(2)
(2)
(2)
sor are χxyz = χzxy = χyzx = χyxz = χzyx = χxzy =
(2)
χ0 [37]. We assume that the size of the nanoparticle a
is related to the pump radiation wavelength λ and the refractive index of the nanoparticle material n as a  λ/n,
and the nanoparticle can be treated as a point electric
dipole. Thus, we consider a case when the particle itself is non-resonant, and all the resonant behavior is attributed to the excitation of surface plasmon-polaritons.
From now on, we focus our attention on the generation
of SPP pairs.
We consider the following geometry of the system. A
nanoparticle made of GaAs is placed at the silver-air interface in such a way that crystalline axes of the material
are directed along the x||[001], y||[010] and z||[100] axes
of the Cartesian system shown in Fig. 1. The pump is linearly polarized in the TM-geometry corresponding to the
electric field of the pump wave located in the xz-plane.
At normal incidence, θ = 0o , the pump electric field is directed along the x-axis. Then, the only two non-zero ele(2)
ments of the generation matrix Γαβ = E0 χαβx ex are Γyz
and Γzy , and the corresponding dyadic decomposition
reads Γ̂ = E0 χ(2) (|ey i hez | + |ez i hey |). For convenience,
we consider both detectors located at the same radial distance ρ0 in the xy-plane with respect to the center of the
nanoparticle projection onto the mentioned plane, and at
the same height z0 . In our numerical simulations, we take
the values ρ0 = 12 µm and z0 = 10 nm which correspond
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3,5

m=1

ing a required singular value decomposition of the twophoton wave function T (ϕi , ϕs ), single-photon basis functions represent angular parts of dipole Green’s functions
(i)
(i)
depicted in Fig. 2: Re{u1 (ϕi )}, Im{u1 (ϕi )} ∝ cos(ϕi ),
(a)
ω i ,ωs

χ(2)

χ(2)

ω i ,ωs

W, a.u.
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Figure 3. (a) Schematic representation of the generation of
a N00N-state of surface plasmon-polariton pair during the
SPDC process. (b) Two-plasmon counting rate W as a function of in-plane angular positions of detectors ϕi , ϕs spanning
the entire 2π range. The angles ϕi and ϕs are calculated with
respect to the positive direction of the pump wave’s electric
field. The following parameters are used: θ = 0o , a = 30 nm,
zi = zs = 15 nm, ρi = ρs = 12 µm.
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Figure 4. (a): Schmidt number K Eq. (7) as a function of
frequency difference ∆ω = ωs − ωi for λpump = 750nm and
θpump = 0o . Insets show corresponding detection rate patterns at frequency differences marked with dashed lines. (b):
Figure of merit Eq.(8) as a function of frequency difference
∆ω for the same set of parameters as in (a).

(s)

(b)

π
π/2

π

FOM

where Λm are Schmidt coefficients defined via a decomposition of two-plasmon wavefunction T (ϕi , ϕs ) in the basis of single-plasmon modes u(i) (ϕi ) and v (s) (ϕs ) as T =
N √
P
(s)
(i)
Λm um ×vm . As can be demonstrated by perform-

(a)

-π

To characterize the degree of entanglement for the generated states, we calculate Schmidt number [38, 39]
P 2
Λm
m
(7)
K=P
Λ4m
m

W, a.u.
1

3

K

to the far-field region as well as to the detection of surface waves with electric field concentrated in the vicinity
of the interface. Then, the coordinate dependence of the
amplitude Eq. (2) reduces to the angular positions of the
detectors ϕi and ϕs only, T (ri , rs ) = T (ϕi , ϕs ), as shown
in Fig. 1.
The N00N-state, Figure 3(a), is one of the four Bell
states having the following form in the case of N = 2:

1 
|ψi = √ |uii |uis + |vii |vis ,
(6)
2

(s)

Re{v1 (ϕs )}, Im{v1 (ϕs )} ∝ sin(ϕs ), and vice versa for
m = 2. In contrast to detection rate W , Schmidt number
takes into account phase of the two-photon wave function
T , thus allowing more rigorous classification of quantum
states. For maximally entangled states, Schmidt number
is K = 2, whereas for non-entangled states K = 1 [39].
However, the criteria K = 2 is not sufficient to guarantee
the maximally entangled state in a system of identical
bosons [40], thus the consideration of the corresponding
figure of merit is needed.
To do so, we define the partial two-plasmon wavefunctions TL and TR as follows: TL (ϕi , ϕs ) = T (ϕi , ϕs ) for
0 ≤ φi,s ≤ π, and TL = 0 for −π ≤ φi,s ≤ 0; TR (ϕi , ϕs ) =
T (ϕi , ϕs ) for −π ≤ φi,s ≤ 0, and TL = 0 for 0 ≤
φi,s ≤ π. Then, we perform separate Schmidt decompositions for the amplitudes TL and TR , obtaining Schmidt
coefficients ΛL1 , ΛR1 for m = 1, and the correspond(i)
(i)
ing single-plasmon modes uL1 , uR1 for the idler plas(s)
(s)
mon, and vL1 , vR1 for the signal plasmon, respectively.
Next, we introduceR theR set of partial figures of merit
π
π
(FOM) with PT = −π −π |T (ϕi , ωi , ϕs , ωs )|2 dϕi dϕs introduced for normalization. The single-plasmon wavefunctions should be the same for idler and signal plasmons in the N00N-state Eq.(6), causing FOMmL =

5
2

= FOMmR =

FOM = FOMΛL · FOMΛR ·
· FOMmL FOMmR FOMi FOMs .

T (ϕi , ϕs )/T0 =

+

(s)
G(i)
zz Gyz ,
(2)

T

(b) π

θ=0

θ

θ

π/2

0

0

-π/2

(9)

where the dimensional prefactor is T0 = χ0 E pump d20
and the indices (i), (s) denote Green’s functions with
the arguments (ϕi , ωi ) and (rs , r0 , ωs ), respectively. The
combination of the Green’s function components with
(i,s)
(i,s)
account of their symmetry Gαβ = Gβα ensures the
pattern demonstrated in Fig. 3(b). This can be demonstrated by tracking the magnitude of the two-plasmon
detection rate W (ϕi , ϕs ) ∝ |T |2 along several characteristic lines marked in Fig. 3(b). Indeed, for ϕi = ϕs the
Green’s functions for the signal and idler plasmons co(i)
(s)
incide, Gαβ = Gαβ = Gαβ , and thus the expression for
the two-photon counting rate takes the form W/W0 =
0
0
0
00
00
00
0
2
2 00 2
2
2 02
+
Gzz ) = 4(Gzz
+ Gzy
Gzz + Gzy2 Gzz2 + Gzy2 Gzz
4(Gzy
00
0
00
2
2
2
Gzz )(Gzy + Gzy ), where single and double primes denote
the real and imaginary parts of the Green’s functions,
2
correspondingly, and the prefactor is W0 = 2π
~ |T0 | .
As seen from Fig. 3(b), this quantity reaches its maximum at ϕi,s = ±π/2, whereas for ϕ = 0 and ϕ = ±π
two-plasmon detection rate equals zero. This profile is
shown with the dotted line in Fig. 3(b). At the same
time, for ϕi = ϕs + π the idler and signal Green’s func(i)
(s)
(i)
(s)
tions relate as Gzz = Gzz , Gzy = −Gzy which results
in W (ϕ, ϕ + π) = 0 (dashed line in Fig. 3(b)). The
same holds for ϕi = −ϕs , hence W (ϕ, −ϕ) = 0 as well
(dash-dotted line in Fig. 3(b)). The direct evaluation of
Eq.(7) and Eq.(8) for the obtained state gives K = 2 and
FOM = 1. Thus, the state in Fig. 3(b) is a N00N-state
generated as a result of a nonlinear interference related to
both the properties of the χ(2) tensor of the nanoparticle
as well as to the general properties of Green’s function
for the dipole source exciting surface waves.
Robustness of the N00N-state generation. Next, we
consider a non-degenerate SPDC process with different frequencies of the detected plasmons ωi 6= ωs (see

-π
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(d) π

W, a.u.

(c) π

o
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(8)

Such FOM equals 1 for the N00N-state, and FOM < 1
corresponds to states not satisfying the definition Eq.(6).
By setting the polarizations of idler and signal detectors to be linear and directed along the z-axis, di = ds =
d0 ez , we obtain a simple expression for the two-plasmon
amplitude:
(s)
G(i)
zy Gzz

(a)

φi

E

φi

(s)

φi

(i)

uL1 vL1

φi

E 2
D
(i) (s)
= 1. The
uR1 vR1
E 2
D
(i) (i)
= 1 and
next two conditions FOMi = 1 − uL1 uR1
E 2
D
(s) (s)
= 1 require the orthogonality
FOMs = 1 − vL1 vR1
of single-plasmon wavefunctions for the amplitudes TL
and TR , also required for the state Eq.(6). Finally, for
the N00N-state Λ2L1 /PT = Λ2R1 /PT = 1, and FOMΛL =

2

2
1 − Λ2L1 P2T − 1 = FOMΛR = 1 − Λ2R1 P2T − 1 = 1.
Thus, we define the resulting figure of merit as follows:
D
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Figure 5. (a) Induced dipole decomposition of the two-photon
wave function Eq.2 in the general case of TM-polarized pump
at the incidence angle θ. (b-e) Two-plasmon detection rates
W for the same parameters of the system as in Fig.1(c), but
at different pump angles θ within the TM-geometry.

Fig. 4(a)). In such a case, Schmidt number K plotted as
a function of the frequency difference between the idler
and signal SPPs ∆ω oscillates between K = 1 corresponding to factorizable states, and K = 2, Fig. 4(a).
Similar oscillations are observed in the FOM, Fig. 4(b).
Together these quantities highlight the spectral positions
of the entangled N00N-states. Such oscillating behavior results from the difference in the wavelengths of idler
and signal plasmons, which affects the interference conditions of the idler and signal Green’s functions in Eq. (9).
Thus, a considerable entanglement can be obtained either for a slightly non-degenerate SPDC with the difference between idler and signal frequencies ∆ω < 1%,
or for a strongly non-degenerate SPDC with frequencies
ωi and ωs differing by respective discrete steps seen in
Fig. 4(a,b). These results should also be taken into account when performing a post-selection of the generated
SPP pairs.
Finally, we examine the robustness of the N00N-state
generation with respect to changes in the pump incidence angle θ. It can be straightforwardly obtained,
that in this case one of the induced dipoles is oriented
at the angle θ with respect to the normal in the xzplane, whereas another one is still oriented along the yaxis, Fig. 5(a). In Figs. 5(b-e) the two-plasmon detection
rates at different angles of the pump photon incidence θ
within the TM-geometry are shown. It is seen that at
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the angle θ = 40o , the pattern remains nearly unchanged
and still features pronounced maxima for both plasmons
generated either at the in-plane angles ϕi,s = −π/2 or
ϕi,s = π/2, Fig. 5(c). However, if the pump angle θ differs from 0o , then the dyadic decomposition Eq. (1) includes additional terms having x-projection that change
the desired N00N-pattern. In particular, for θ = 60o , two
characteristic maxima are readily smoothen with these
additional contributions, Fig. 5(d). Finally, at oblique
incidence θ = 80o the two-plasmon amplitude represents
a set of stripes ϕs = ϕi ±π/2 corresponding to the equally
probable generation of one plasmon in two opposite directions, both being orthogonal to the direction of the
second plasmon, Fig. 5(e). Thus, the N00N-state generation remains robust even at pump angles changed by
30o ..40o from normal.

nal plasmons.
The obtained N00N-pattern is related mostly to the
general form of dyadic Green’s function of dipole emitter exciting surface waves, and to the form of the χ(2)
tensor in combination with the excitation and detection
geometry. Thus, the obtained results and developed approach can be straightforwardly generalized to more sophisticated cases of nanoparticle assemblies that preserve
the desired symmetries of Green’s function. Other possible extensions include the generation of various surface
waves besides surface plasmon-polaritons, and generating
N00N-states of photon pairs by outcoupling the emitted
plasmons in the far-field. This renders the considered
scheme as a general recipe for the nonlinear generation
of N00N-states with nanoparticles.
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CONCLUSION

In this article, we studied the generation of surface
plasmon-polariton pairs through spontaneous parametric down-conversion taking place in a χ(2) -nanoparticle
located in the vicinity of a metallic substrate. We have revealed that a N00N-state generation can be achieved with
a GaAs nanoparticle which is robust towards changes in
the pump incidence angle and pump frequency, and can
be observed between certain frequencies of idler and sig-
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P. Michler, “On-demand generation of indistinguishable
polarization-entangled photon pairs,” Nature Photonics
8, 224–228 (2014).
[2] Marijn A. M. Versteegh, Michael E. Reimer, Klaus D.
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[23] Grégoire Saerens, Iek Tang, Mihail I. Petrov, Kristina
Frizyuk, Claude Renaut, Flavia Timpu, Marc Reig Escalé, Igor Shtrom, Alexey Bouravleuv, George Cirlin,
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