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Optical pump-probe time- and magnetic- eld-resolved Kerr

rotation measurements provide a

window into the mechanisms that generate dynamic nuclear polarization in bulk gallium arsenide.
Previously, we have reported an unexpected dependence of tle direction of the nuclear polarization
on the sweep direction of the applied external magnetic eld . In this paper, we present numerical
calculations based on a model for this nuclear polarization due to the optical orientation and optical

Stark e ect produced by a train of ultrafast optical pulses.

We demonstrate the correspondence of

the model to our experimental measurements for di erent las er wavelengths and magnetic eld sweep
rates. Finally, we show that the model reproduces the sweep drection dependence and provides an

explanation for this behavior.

. INTRODUCTION

The study of electron spin polarization in solids has
been motivated by potential applications in quantum
and classical spin-based computation and has revealed
intriguing interactions with the nuclear spin system [1,/2].
Nuclear spin polarization manifests as an e ective mag-
netic eld, the Overhauser eld, which a ects the Larmor
precession of the electron spin polarization. Measuring
the Larmor precession frequency of electron spin polar-
ization over time provides insight into the buildup of dy-
namic nuclear spin polarization (DNP).

All-optical studies have observed DNP in bulk semi-
conductors [3{6], quantum wells [5/ 7], and quantum dots
[€,19]. Pumping of electron spin polarization with a train
of optical pulses allows for resonant spin ampli cation
(RSA), in which electron spin polarization due to suc-
cessive optical pulses builds constructively [10]. This en-
hancement in electron spin polarization is periodic with
respect to the transverse magnetic eld amplitude. Mea-
surements in uorine-doped ZnSel[11] and GaAs [12] have
both revealed a DNP that is periodic in magnetic eld.
The former was attributed to electron spins optically ro-
tated onto the magnetic eld axis via the optical Stark
e ect (OSE) [L3], while the cause of the latter was not
conclusively identi ed.

Furthermore, the latter DNP was characterized by a
dependence on the sweep direction of the external mag-
netic eld. By combining time-resolved and magnetic-
eld-resolved scans, we extracted the Overhauser eld
experienced by the electron spin system. The sign of the
Overhauser eld di ered depending on whether the ex-
ternal magnetic eld was increased or decreased. This
led to a noticeable di erence in RSA peak positions be-
tween eld upsweeps and eld downsweeps. In addition,
the magnitude of the Overhauser eld changed with a pe-
riodicity in applied magnetic eld that matched the pe-
riodicity of the electron spin polarization, but the ques-
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tion of how nuclear spins were polarized transverse to
the optically-pumped electron spin polarization was left
unanswered.

In this article, we examine these previous ndings in
light of a model based on the optical Stark e ect, which
can rotate spin polarization about the optical axis. We
develop a computational model and identify its depen-
dence on the experimental parameters of pump wave-
length and magnetic eld history. We demonstrate ex-
perimentally that the model describes our physical sys-
tem before showing that it reproduces the magnetic eld
sweep results from Ref.[[12]. Finally, we give an intu-
itive explanation for understanding this sweep direction
dependence.

Il. MODEL

Electron spin polarization can be produced and stud-
ied with time-resolved optical pump-probe techniques
[14]. Circularly-polarized light generates spin polariza-
tion along the optical axis 2 [15]. We perform our exper-
iments in the Voigt geometry, where an external mag-
netic eld of magnitude By is applied along thex-axis,
perpendicular to the optical axis. The spin polarization
will precess about the magnetic eld axis; the precession
dynamics can be described classically with

S,(t) = Sgcos( t)e T2 (1a)
Sy(t)= Spsin( t)e =T, (1b)
Sx(t) = Soxe T2; (1c)
where the Larmor precession frequency is =98 By,

g is the electron g factor, g is the Bohr magneton, ~
is the reduced Planck constant, T, is the electron spin
dephasing time, Sy is the spin polarization generated by
the pump pulse alongz*at time t = 0, and Sy is the
spin component along the magnetic eld axis at t = 0.
It has been shown that excitation with pulsed circularly
polarized light can lead to splitting of the two-fold spin
degenerate excited electron state; this is known as the
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FIG. 1. Schematic of spin polarization generation and precession in the presence of periodic circularly polarized pump pulses.
(@) Attime t =0, the rst pump pulse generates an electron spin polarizat ion (thin red arrow) along the optical axis ~z. An
external magnetic eld (thick blue arrow) is applied along t he transverse direction. (b) At time t = Tip, just before the next
pump pulse is incident on the system, the spin polarization h as precessed and will lie somewhere in the plane perpendicwr

to the external magnetic eld.

(c) Attime t = T, the next pump pulse is incident on the system. The optical St ark e ect

manifests as a magnetic eld along the optical axis experienced by the existing spin polarization. The polarization rot ates
about the optical axis by angle (green). There is now a compo nent of the spin polarization along the external magnetic e Id
direction. At the same time, spin polarization is generated along the optical axis, and the total polarization is the vec tor sum
of the two. The process outlined in this gure continues as pu mp pulses arrive at intervals of Trep .

optical Stark e ect [1L6, 17]. This splitting can be de-

scribed as an e ective magnetic eld along the optical

axis which will rotate electron spins about this axis over
the duration of the pump pulse. If the pulse duration

is much less than the repetition time of the laser pulses
(p  Trep)s then the relations between the rotated elec-
tron spin components pre ( ) and post (+) pump pulse

can be described by|[18]:

st = Q24 1, Q22+152: (2a)
Sy = Qcos() S, Qsin() S, (2b)
Sy = Qcos() S, +Qsin() S, (2¢)

The optical Stark rotation angle due to the pulse, mea-
sured in radians with respect to they-axis, is given by
!

=arg 2(% ) (2d)
G ) A i )
while the rotation amplitude Q is given by
(3 1)
Q= . 2 . (2e)
iz T o)Az i )

Both and Q are dependent on the pump detuning
from resoggance = ( Epump Eg) p=2 ~ and the pulse
area = 2jhdiE(t)jdt=~. A schematic of spin genera-
tion, precession, and rotation is shown in Fig. 1.

The relationship between the spin precession about the
applied magnetic eld and spins rotated into the eld di-
rection by the optical Stark e ect can be analytically

evaluated by setting S(t ! 0) = S™ and S(Tyep) = S

in Egns(1) and plugging these into Eqns(2). From these
relations, the spin polarization components from pump-
ing with an in nite train of pulses separated by repeti-
tion time T, can be evaluated by summing over each
pulse with the remaining spin polarizations from previ-
ous pulses. This summation is a convergent geometric
series whose analytic continuation can be written as

S,(t)= Sercos(t )e FTz (3a)
Sy(t)= Sersin(t )e e (3b)
Sx(t)= SoKrsin( Tep )e TT2; (3¢c)
where
K = Qe Trer =T2 sin()
1 Qe Ter =T2 cos ()
= Qcos() KQsin()
~ ~ 1=2
r= 1 2e "= =2 cos( Trep)+ Ze 2Trer=T2
Trep =T i
= arctan i ism( Trep)
1 e T =Tz cos( Trep)
21 1
SO = Q R Trep *
rcos() 4L rcos( Tep e T2




The spin polarization generated per pump pulse af-
ter an in nite train of pulses Sy is derived by plugging
Eqn(3a) for S,(t! 0)='S; and S;(t! Twp) = S,
into relation Eqn(2a). When the electron spin lifetime is
greater than the repetition time between pulses, the re-
maining spin polarization from previous pulses will con-
structively or destructively interfere leading to resonant
spin ampli cation (RSA) [10]. Pumping on resonance
with the optical transition energy ( = 0) will yield no
optical Stark rotation ( = 0) and Eqgn(3a,b) will reduce
to previously derived equations for resonant spin ampli -
cation for any time delay |[19,/20]. These equations which
describe the electron spin components of resonant spin
ampli cation and their dependence on pump power and
detuning have been previously derived [21], however their
formulation was de ned for pump-probe delayt! 0 and
was not generalized to all time delays. Fig. 2 shows the
calculated components of the spin polarization produced
by periodic optical pumping and the optical Stark e ect
at three wavelengths. Note thatS, changes sign with the
sign of optical detuning.

Optically oriented localized resident carriers will cou-
ple with nuclei; this is characterized by the Fermi contact
term of the hyper ne interaction. This interaction will
transfer spin momentum between the electron spin and
the nuclear spin system in a process called dynamic nu-
clear polarization. The spin momentum transfer process
of nuclei for a magnetic eld along X can be described by
the rate equation [22{24]

dloy . 1
dt - Tle

4 . Ia\/_
SO+ 2 @)

1n

where |5, and hSi are the time-averaged nuclear and
electron spin components along the external magnetic
eld, respectively, Tie is the nuclear polarization time
due to the hyper ne interaction with electrons, and Ty,
is the phenomenological nuclear relaxation time due to
all other relaxation processes. For the results presented
here, we setT1e = 180 seconds andT;, = 20 seconds,
consistent with values reported in the literature |15,2%{
217]. For the experimental results presented in this paper,
these long polarization and relaxation times exceed the
time interval between measurements. As such, a steady-
state solution to Eqn(4) does not accurately reproduce
the observed behavior, and we must instead numerically
solve the di erential equation. When optically orientat-
ing electron spins with resonant excitation in the Voigt
geometry, there is no distinguishable spin polarization
along the magnetic eld axis. However, with spectrally
detuned periodic pumping, there will exist a nonzero spin
polarization component rotated into the external eld di-
rection by the optical Stark e ect. The time-averaged
electron spin component along the magnetic eld axis
pumped by an in nite train of pulses can be analytically
evaluated by integrating Eqn(3c) over the pulse repeti-
tion period Trep:

(S = 2 e Tw =T

=< e
Trep

1 KSorsin( Trep ): (5)

The complete time- and external magnetic eld depen-
dent behavior of the nuclear spin system polarization due
to the electron spin system is described by plugging our
analytic hSsi into Eqn(4). The polarized nuclear spin
system will exhibit an Overhauser magnetic eld B,.
This additional eld will add to or subtract from the
external magnetic eld depending on the polarization of
the nuclear system (/). The total e ective magnetic
eld will change the Larmor precession frequency of the
electron spin system:

gs

eff = TBtot = gTB(Bext + Bp) (6a)

Bnh = bn Iy (t; Sk (Biot )i) % (6b)
XA

bn= (6¢c)

i B9
where A; is the hyperne coupling constant and
is the abundance of particular nuclei denoted by sub-
script i. For our simulations, we use hyper ne values
of Aps7s = 46 eV, Aga71 = 485 eV, Agass = 38.2

eV |5] and abundances of as7s = 100%, ga71z =
39.9%, caso = 60.1% [28]. This feedback e ect be-
tween the coupled electron-nuclear spin systems under
periodic pumping can be fully described by the coupled
equations Eqgns(4,5,6). On the lab time scales of our ex-
periments, where the time between data points is shorter
than Ty¢ and Ty, the coupled spin system does not reach
steady state and dynamic nuclear polarization within this
regime will manifest nonlinear transient e ects on the
electron spin system. These nonlinear interactions can
be modeled by numerically integrating the coupled equa-
tions Egns(4,5,6). To simulate the nuclear spin polariza-
tion response from the periodic pumping of the electrons
within our experiments, we develop an algorithm where
we:

1. Initially set the external eld Bey to the parame-
ters of the experiment and set the initial condition
nuclear polarization | 5, to zero.

2. Numerically integrate the coupled Eqns(4,5,6) over
the lab time of measurement at that external eld
value.

3. Set the calculated nuclear polarization as the new
initial condition for the next experimental magnetic
eld measurement point and numerically integrate.

4. Repeat steps 2 and 3 until all measurement points
of the experiment are replicated.

In order to account for the dipole-dipole coupling be-
tween nuclear spins when the applied magnetic eld is
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FIG. 2. Simulated components of electron spin polarization under periodic optical excitation and the optical Stark ee ct in
the absence of nuclear polarization, at a time 13 ns after the arrival of the most recent pump pulse, as a function of extern al
magnetic eld, for optical wavelength (a) 819.4 nm (negativ e detuning), (b) 818.8 nm (resonance), and (c) 818.2 nm (postive
detuning). The z-component of electron spin polarization S, is shown in blue (solid), while Sy is shown in orange (dot-dashed),
and Sy is shown in green (dotted). In contrast to S, and Sy, Sx changes sign with the sign of optical detuning and is zero on

resonance. The model assumes spin lifetimel, = 30 ns and pulse area =

near zero, we also assume that the nuclear polarization
is reduced following the relation [15]

ngtz ngt + BE ; (7)
where B is the local eld and has been theoretically
calculated for GaAs to be 0.145 mT[[24]. Recent exper-
iments have measured local elds on the order of 0.6 mT
[29]. In our modeling, we setB. = 0.1 mT and = 1.
Analysis of the feedback between the nuclear spin sys-
tem and electrons rotated into the magnetic eld axis by
the optical Stark e ect has been recently performed in
Ref. [13]. This analysis also provides a formulation of
hSx (Bt )i Which is equivalent to the derived alternative
formulation presented by Eqn(5). However, the analysis
performed in Ref. [13] is limited to the steady-state sta-
ble solutions of the coupled electron-nuclear system. We
use our model to explore the hysteretic transient solu-
tions which describe and qualitatively replicate the pre-
viously unexplained nonlinear magnetic eld sweep de-
pendent behavior in Ref. [12]. We justify this theoreti-
cal model by performing additional optical pump-probe
experiments investigating the nuclear spin polarization
dependence on pump wavelength and external magnetic

sweep speed.

lav = lav;o

Il  EXPERIMENTAL RESULTS

As described above, the angle at which spins are
rotated into the x-axis by the optical Stark e ect is de-
pendent on the pump area and detuning. This suggests
that through the coupled interactions between the spin
systems described by Eqns(4,5,6), the nuclear system will
acquire dependence on the laser pump wavelength. This
wavelength dependence can be directly simulated by per-
forming the modeling algorithm under the experimental

= 4.

parameters of external magnetic eld and measurement
timing. By performing this simulation for di erent de-
tuning , we can replicate the corresponding behavior
observed in our experiments.

We compare the wavelength dependence predicted by
our model to our experimental results. The experimental
data in this paper correspond to a 2- m-thick Si-doped
GaAs epilayer (doping densityn =3 10 cm 3). The
epilayer was grown on a 1-m-thick undoped AlGaAs
epilayer, which was grown on an undoped (001) GaAs
substrate. Both epilayers were deposited by molecular-
beam epitaxy. We mounted the sample in a helium ow
cryostat and maintained the sample temperature at 10
K.

We optically generate electron spin polarization in the
GaAs epilayer using a mode-locked Ti:S laser tuned near
the bandgap of GaAs. The laser outputs a roughly 2 ps
pulse every 13.16 ns (76 MHz repetition rate). We detect
electron spin polarization using a pump-probe measure-
ment scheme, recording the Kerr rotation of a re ected
linearly-polarized probe pulse at a xed time delay after
the spin-generating circularly polarized pump pulse. An
adjustable mechanical delay line allows us to vary this
time delay and make time-dependent measurements. To
facilitate this measurement, we employ a cascaded lock-
in detection scheme. We modulate the pump helicity be-
tween right- and left-handed circular polarization at 50
kHz via a photoelastic modulator; we modulate the probe
beam at 1370 Hz via a mechanical optical chopper. For
further details on the Kerr rotation measurement tech-
nique, see Ref.[[12].

We place the sample between the poles of an electro-
magnet, applying an external magnetic eld transverse to
the optical axis. For magnetic- eld-dependent measure-
ments, we X the pump-probe time delay and vary the
magnitude and direction of the external magnetic eld.

For the data presented in Fig. 3, the pump-probe de-
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FIG. 3. (a) Rotation angle of the electron spin polarization due to the optical Stark e ect, as a function of the center

wavelength of the incident circularly polarized laser puls e, calculated from Eqn(2d). (b) - (f) Above: Kerr rotation measured
as a function of external magnetic eld for a xed pump-probe delay of 13 ns. Below: Simulated spin polarization magnitud e
as a function of external magnetic eld for a xed pump-probe delay of 13 ns. In both experiment and simulation, the eld is

swept from 40 to +40 mT (blue solid line) for the upsweep and from +40 to

40 mT (orange dashed line) for the downsweep.

Each of (b) - (f) correspond to a di erent pump and probe wavel ength marked in (a). Kerr rotation is directly proportional to
electron spin polarization in our experiments, so the experiments can be compared qualitatively to the simulated data.

lay time is xed at 160 ps, or 13 ns after the previous
pump pulse. The initial external magnetic eld is set to
40 mT and then increased in steps of 0.25 mT at 1.1
second intervals until the external eld reaches +40 mT.
The magnetic eld is then decreased in steps of 0.25 mT
at 1.1 second intervals until the eld magnitude returns
to 40 mT. Fig. 3(b-f) show the Kerr rotation signal for
ve laser wavelengths. The initial magnetic eld upsweep
( 40 mT to +40 mT) is shown by the solid blue line and
the returning downsweep (+40 mT to 40 mT) is shown
by the dashed orange line. Note again that the time be-
tween measurements is much shorter than the timescales
of nuclear polarization and depolarization in our system.

The peaks in the data at laser wavelength 818.8 nm,
shown in Fig. 3(d), resemble resonant spin ampli ca-
tion in the absence of dynamic nuclear polarization, and
there is no discernible di erence in signal between mag-
netic eld sweep directions. This suggests that at pump
wavelength 818.8 nm, there is minimal Overhauser eld
interacting with the electron spin system. This is con-
sistent with the expectation that no rotation due to the
optical Stark e ect should occur when the laser wave-
length is on resonance and, thus, no dynamic nuclear
polarization occurs. Direct comparison with our model

at this wavelength suggests the electron polarization life-
time T, is approximately 30 ns. AssumingT, is largely
independent of pump wavelength, we can replicate the
changes in peak shape produced by DNP measured at
other wavelengths by adjusting the pump laser detuning
in the model. Note that the e ect on peak shape is di er-
ent depending on the direction of laser detuning, which
is consistent with the opposite sign of the Stark rotation
angle for positive and negative detuning. For exam-
ple, in Fig. 3(f), with pump laser wavelength 819.4 nm,
we observe a prolonged rising edge, relative to the data
in Fig. 3(d), with the same peak warping as our previ-
ous experiments [12]. However, for positive detuning, as
shown in Fig. 3(b), with pump laser wavelength 818.2
nm, we observe a prolonged falling edge relative to the
case with small detuning in Fig. 3(d).

Note that the experimental results measure Kerr rota-
tion, the amplitude of which depends on laser wavelength
through both spin polarization generation and detection
[15]. The numerical results plot the spin polarizationS,,
ignoring the wavelength-dependence of detection. We ob-
serve in our measurements a di erence in amplitude be-
tween the center peak neaBey = 0 and the other peaks.
This amplitude di erence between the center peak and



its neighbors roughly follows the detuning in sign, but it
does not emerge from our model. Similarly, we failed to
predict the degree to which the center peak is narrowed.
This observed narrowing is most extreme for negative
detuning. The width of the zero peak in magnetic eld
sweeps is usually indicative of the electron spin lifetime
of the system, but the nuclear eld can arti cially nar-
row the center peak. Due to the dipole-dipole coupling
implemented in the model via Eqn(7), the nuclear eld is
reduced near zero external eld, though it does not fully
vanish until Bex = 0. Thus the edges of the center peak
will shift inward, but its center will stay xed at zero ex-
ternal eld. This is demonstrated in the simulated Kerr
rotation. We suspect that these discrepancies between
our observed and modeled center peak amplitudes and
widths may be attributable to an electron spin lifetime
that changes with wavelength, external magnetic eld, or
nuclear polarization.

In performing a eld sweep, the nuclear polarizations
time dependence incorporates the time spent at the mea-
surement elds. Longer time spent at each xed external
eld suggests that the nuclear system has more time to
approach its steady state value. However, over the scan
the nuclear polarization builds up from interactions dur-
ing the previous measurement points. This build up is
increased with longer measurement intervals.

To experimentally determine the nuclear systems time
dependence, we adjust the time interval between xed
eld measurement points. In our previous experiments,
measurements were taken for 1.1 s between increment-
ing eld steps of 0.25 mT which is e ectively a magnetic
eld sweep rate of 0.23 mT/s. To increase the time spent
between eld steps, we increase the number of measure-
ments recorded at each external eld step. For example,
2 corresponds to two measurement points taken at each
eld value, leading to half the e ective magnetic eld
sweep rate.

The Overhauser eld can be extracted by performing
eld sweep scans at multiple time delays between pump
and probe pulses [12]. This results in two-dimensional
Kerr rotation data as a function of both time delay and
external eld. The nuclear polarization is reset before
each eld scan by setting the external eld to zero. This
assures that magnetic eld sweep dependent nuclear po-
larization builds to the same magnitudes at the corre-
sponding external eld values. We t the Kerr rota-
tion with a decaying cosine as a function of time de-
lay Ae ©T2 cos( ¢ t+ ) separately for each eld
value. This provides the e ective Larmor precession fre-
guency and subtracting out the external eld in accor-
dance with Eqn(6) will give the Overhauser eld. For all
experimentally extracted B, shown, the measurements
were taken at time delays between 1920 and 1920 ps at
intervals of 160 ps, and the magnetic eld was swept from
120 mT to 180 mT in steps of 0.25 mT at 1.1 s intervals.
The tting procedure treated the data measured at neg-
ative time delays as positive delay times o set by 13.16
ns. This was done to insure that there were enough oscil-

lations in the time-resolved Kerr rotation data for tting.
The term in Eqn(3) was used as the initial tting pa-
rameter for the phase. Figures 4(a) and 4(b) shows the
measured Kerr rotation at 13 ns pump-probe delay and
extracted Overhauser eld for e ective eld sweep rates
of 05 ,1 ,2 ,and 4 .

The same e ective sweep rates can be implemented
into the model by inputting the same array of the exper-
imental applied eld values used in Fig. 4(a). The calcu-
lated Overhauser elds shown in Fig. 4(d) qualitatively
replicate the observed magnetic eld sweep rate depen-
dent peak warping behavior. Our simulations demon-
strate that slower external eld sweeps allow for the nu-
clear system polarization to build for more time between
subsequent external eld values. The periodic Over-
hauser eld will alter the e ective Larmor precession of
the electron spin system and elongate (for positive detun-
ing at 818.2 nm) the spin polarization peaks with respect
to the changing external eld. This observed sweep rate
dependent distortion of the Kerr rotation data is repli-
cated by our simulations in Fig 4(c).

IV. DIRECTION DEPENDENCE

We have shown that the nuclear polarization changes
sign dependent on whether the external magnetic eld is
increased or decreased [12]. Analysis conducted with the
OSE model can probe the nuclear systems dependence
on how the external eld is changed to uncover the origin
of this hysteretic behavior. Our model analytically de-
scribes the Overhauser elds dependence on the rotated
Sy component of the electron spin system. This depen-
dence can be seen by rewriting the nuclear rate equa-

tion Eqn(4) in terms of S, S + £+ &

4I (I +1) hS«i: We see that whenl ,, = 0, the growth
0% the nuclear polarization follows the time averagedSy
value at that particular external eld. Integrating Eqn(4)
as a function of changing eld suggests that, over the du-
ration of the eld sweep, the nuclear polarization will
cumulatively build and will increase or decrease depend-
ing on the value of the integrated hSxi. We can mod-
ify the model to allow for negligible time for nuclear
polarization to build and show in Fig. 5(a) and 5(b)
that the sign of the integrated hSyi component depends
on whether the external eld is increasing or decreas-
ing (dBgown = dByp). We can further investigate the
nuclear polarization's coupled dependence on integrated
hSyi and time by modifying both the integration time of
our model and the magnetic eld sweep direction. Nu-
merical integration intervals of 0.11 s (Fig. 5(c) and
5(d)) and our experimental time interval 1.1 s (Fig. 5(e)
and Fig. 5(f)) are both much less than the nuclearTq,
time and allow more time for the nuclear polarization
to increase in magnitude. Comparing upsweeps (Fig.
5(a,c,e)) to downsweeps (Fig. 5(b,d,f)), we see that the
sign of that increase depends on the sign of the integrated

lav =
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paper, e ectively 0.23 mT/s. The exceptionis 0 :5 , which utilized the same eld step timingas 1  but skipped every other eld
step. The eld sweeps are o set vertically for clarity. Whil e a pump-probe delay of 13 ns is shown, measurements were recded
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the same procedure and detuning outlined in (a), and the sweeps are likewise o set for clarity and comparison. (d) Simulated
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500

hSxi.

V. CONCLUSION

In summary, we show that the optical Stark e ect
model can explain the previously unexplained hysteretic
eld sweep direction dependent behavior of the nuclear
spin system in GaAs [12]. Dynamic nuclear polarization
due to spins excited by a periodic train of pulses and
rotated by the optical Stark e ect has been previously
observed and characterized in ZnSe [11]. In those stud-
ies, the nuclear systemdl; time was orders of magnitude
shorter than the lab time of their measurements [30, 31].
Hence, their nuclear system quickly reached steady state
during their experiments and no eld sweep direction de-
pendence was observed. In our system, the longe of

the number of measurement steps at each eld, e ectively a st eady-state measurement.

our system allows for the nuclear polarization to con-
tinue building over the duration of the eld scans. The
polarization increases or decreases depending on the inte-
grated Sy component with respect to the change of eld.
This model lends insight on the dynamics of the coupled
electron-nuclear spin system and how it can be manipu-
lated with optical pulses.
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