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Epitaxial films evolve on time and length scales that are inaccessible to atomistic computer simu-
lation methods like molecular dynamics (MD). To numerically predict properties for such systems,
a common strategy is to employ kinetic Monte Carlo (KMC) simulations, for which one needs to
know the transition rates of the involved elementary steps. The main challenge is thus to formu-
late a consistent model for the set of transition rates and to determine its parameters. Here we
revisit a well-studied model system, the epitaxial film growth of the fullerene C60 on an ordered
C60 substrate(111). We implement a systematic multiscale approach in which we determine transi-
tion rates through MD simulations of specifically designed initial configurations. These rates follow
Arrhenius’ law, from which we extract energy barriers and attempt rates. We discuss the issue of
detailed balance for the resulting rates. Finally, we study the morphology of subatomic and multi-
layer film growth and compare simulation results to experiments. Our model enables further studies
on multi-layer growth processes of C60 on other substrates.

I. INTRODUCTION

Layer and cluster growth processes of organic
molecules on dielectric or metallic surfaces have gained
popularity in science and technology in recent years as
a possible gateway to the manufacturing of new elec-
tronic structures at the molecular level [1]. As Moore’s
law for today’s silicon-based technology is predicted to
flatten out in the near future, technological innovations
will be necessary to further improve future electronic de-
vices [2, 3]. Another area is organic photovoltaics [4].
The self-assembly of nanostructures on substrates is a
promising strategy [5–8] and requires the understanding
and control of growth processes to achieve target aggre-
gate morphologies.

In particular carbon-based architectures such as the
fullerene C60 have been studied extensively. Morpholo-
gies and kinetics of C60 film growth has been investigated
experimentally on different substrates: graphite [9], pen-
tacene [10], calcium fluoride [11, 12], mica [13], and
iron [14]. To access the large time and length scales
required to predict morphologies in computer simula-
tions requires coarse-graining. The dynamics of organic
molecules on a lattice can be modeled as discrete jumps
on time scales much longer than those of molecular vibra-
tions [15]. The effective dynamics is necessarily stochas-
tic and determined by a relatively small number of ele-
mentary discrete events. Such a dynamics is simulated
efficiently employing the kinetic Monte Carlo (KMC) al-
gorithm [16] (also called Gillespie algorithm [17, 18]). In
principle, it requires the knowledge of the rates for all
possible events, the determination of which for complex
systems is a formidable task if not impossible. For the
film growth of C60, KMC simulations with a simplified
rate catalogue have been conducted to reproduce exper-
imental observations [12, 13, 19–22].

The number of possible transitions depends on the
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choice for the lattice and whether to neglect the distinc-
tion between A and B edge steps, which strongly influ-
ences cluster shapes [15]. One approach is to assume
an Arrhenius law, which requires an attempt rate and
an energy barrier for each possible transition. For C60,
energy barriers have been calculated from density func-
tional theory (DFT) [23] and molecular mechanics [24].

Setting up a KMC simulation, there is no unique way
to determine the involved transition rates. One com-
mon approach is to describe the energy barriers and at-
tempt rates through a simple self-consistent model in-
volving a bond counting approach for the energy barri-
ers with very few free parameters that are then either
taken from literature or tuned to reproduce some ex-
perimental result [12, 13]. However, without indepen-
dent verification of the validity of those free parameters,
the resulting transition rates might be unphysical, or the
parameters can lose their intended interpretation. An-
other approach is to measure energy barriers and attempt
rates for the transitions of interest directly, e.g., in MD
simulations [19]. However, as systematic or statistical
uncertainties may be involved in those measurements,
KMC models that make direct use of such transition rates
are likely to be thermodynamically inconsistent (i.e., the
rates break detailed balance).

Here, we follow a hybrid approach and systemati-
cally determine the rates for the deposition and epi-
taxial growth of C60 on a C60 (111) surface from off-
lattice, coarse-grained molecular dynamics simulations
(Fig. 1). We then construct a thermodynamically consis-
tent model for the transition rates that is based on the
MD simulation results. Establishing a thorough under-
standing of this system is crucial as it can then be applied
to second layer processes in simulations with other sub-
strates. The outline is as follows: We start by setting up
MD simulations of interacting C60 molecules to deter-
mine attempt rates and energy barriers for elementary
transitions involving only a single C60 molecule. To en-
force the detailed balance condition, we will then reduce
the number of parameters yielding a simplified model
with 7 parameters, and compare the behavior of this
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Figure 1. Example MD simulation setup. Right: Top view.
Left: Side view. The dark gray particles are fixed in place
to ensure an fcc crystal structure with a (111) surface. The
three layers of light gray particles are freely evolving during
the NVE simulation, but are under the effect of a Langevin
thermostat or velocity rescaling at the beginning of the sim-
ulation. The black particles are set in a stable configuration
where they are unlikely to move and set up the environment
for the tagged orange particle, which is set in a state where
the transitions of interest can be observed. Both black and
orange particles are never under the effect of a thermostat or
velocity rescaling. In this example setup, the transitions of
interest are the descension and diffusion of the orange particle.

model to the results obtained using the raw MD param-
eters.

II. METHODS

A. MD Simulations: C60 on C60(111)

To determine energy barriers and attempt rates for
the diffusion of C60 on a C60(111) surface, we set up
MD simulations using LAMMPS [25]. The interaction
between the individual C60 molecules is modeled by a
classical Girifalco pair potential [26, 27]

u(s) = −α
(

1

s(s− 1)3
+

1

s(s+ 1)3
− 2

s4

)
+ β

(
1

s(s− 1)9
+

1

s(s+ 1)9
− 2

s10

)
(1)

with parameters α = 46.7× 10−3 eV and β =
84.5× 10−6 eV. Here, s = r/R is the center-to-center
distance r of the two interacting molecules scaled by
the nucleus-to-nucleus diameter of a C60 molecule, R =
0.71 nm. This potential yields a potential minimum of
EG = 277 meV at a center-center distance of rmin =
1.005 nm. Precision measurements show a very good
agreement of this potential with experimental forces [28].
Still, one has to keep in mind that this coarse-grained po-
tential removes rotational degrees of freedom as well as
vibrations/deformations from the C60 molecules, which
can potentially play a role in the transition paths.

The C60 substrate is modeled by four layers of which
the bottom layer is immobilized. On top of the sub-
strate, a stable configuration of deposited particles is set

up with one or a few tagged particles left in metastable
states. The life time of these metastable states as well as
the frequency of outgoing transition types are observed
to determine the associated transition rates. An example
setup of such an MD simulation is shown in Fig. 1. To
initialize the system to a random starting configuration
at a given temperature, a combination of the Langevin
thermostat and velocity rescaling is applied. After equi-
libration, distributions of life times are obtained in NVE
simulations.

B. KMC Simulations

In order to simulate at the length and timescales nec-
essary for the observation of epitaxial growth processes,
we employ a kinetic Monte Carlo (KMC) simulation. We
implement two superimposed triangular sublattices with
a lattice constant of a = 1 nm corresponding to the van
der Waals diameter of C60 [29]. A second layer with the
same geometry can also be occupied as soon as a clus-
ter has formed that can support it. A visualization of
the lattice geometry can be found in Fig. 2a. The basic
types of implemented transitions are shown in Fig. 2b.

The deposition of particles is part of the KMC rate
catalogue and occurs randomly with a deposition rate
kDep = FA, where A is the system area in nm2.
The molecular flux F is set to a constant value of
5× 10−4 nm−2s−1. The x and y coordinates of deposi-
tion are picked randomly, and deposition can also occur
directly onto the second layer of a cluster. If the target
location is not valid (because the first layer is already
taken and the second layer is either also taken or not
sufficiently supported by particles below) a random walk
is initiated at the target location to find a valid location
for deposition in the proximity. Particles with more than
four lateral neighbors are considered immobile in our sim-
ulation, while particles with one to four lateral neighbors
have the possibility to move either by edge diffusion, as-
cension, descension, or dissociation. Furthermore, there
are two types of edge diffusion transitions with different
transition rates that have to be distinguished: edge diffu-
sion along A step and along B step edges (see Fig. 2c for
a visualization of the distinction between the two). The
transition rates of all these possible transitions have to
be modeled and the model parameters will be determined
using the data from MD simulations.

III. RESULTS

A. MD Simulations

We ran many simulations at several different temper-
atures T in the range between 200 K up to 850 K and
measure the total time the tagged particle has spent in
the initial state at each temperature, ttot(T ), as well as
the number of occurrences of each transition of interest,
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Figure 2. Geometry and involved transition types. (a) Visualization of the sublattices. The unit cell is a parallelogram with
two sublattice positions. A freely diffusing particle always jumps from one sublattice to the other, and particles that belong to
the same cluster always occupy the same sublattice. Periodic boundary conditions are applied to x and y direction, while the
z direction consists of two layers. (b) Visualization of the transition types in the simulated system. (c) Difference between A
and B step edge diffusion. While on A step edges, the orientation of the base layer facilitates the edge diffusion transition, on
B step edges it does not. As a result, dissociation and reassociation can be the more probable trajectory at B step edges.

nα(T ). The transition rates for every transition α are
estimated through

kα(T ) ≈ nα(T )

ttot(T )
. (2)

The transition rates kα(T ) are then fitted with an Arrhe-
nius law to obtain an energy barrier ∆Eα and an attempt
rate να for the transition α. The configurations investi-
gated are visualized in Table I along with the possible
transition targets as well as their corresponding energy
barriers and attempt rates, which are obtained from Ar-
rhenius plots. Example Arrhenius plots for two of the
configurations are given in Fig. 3. In the following, when
one of the transitions of Table I is referred to, the refer-
ence will be comprised of the label on the image and the
roman number of the transition target (e.g. (F)I for the
free diffusion transition).

In comparison to previous estimates we find that our
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Figure 3. Example Arrhenius plots. The temperature range
is varied depending on the configuration in order to observe
as many transitions as possible. Left: Configuration (2NB) of
table I with a temperature range of T ∈ [600, 750]K, sampling
a total of ≈ 120000 trajectories. Right: For configuration
(2NA) with a temperature range of T ∈ [500, 750]K, sampling
a total of ≈ 2300000 trajectories. Because in configuration
(2NA) transition I had a much higher transition rate than
the transitions II and III, a much larger amount of trajectories
was needed to sufficiently sample all transitions.

value for the free diffusion barrier of ED = 195.6(20) meV
falls between the values obtained previously: Gravil
et al. [30] (168 meV, pair potential calculations), Liu
et al. [19] (178(4) meV, MD simulations), Cantrell and
Clancy [24] (205(22) meV, molecular mechanics), and
Goose et al. [23] (207 meV, DFT calculations). In Ta-
ble II, we compare our values for energy barriers to avail-
able previous results. To get an estimate for the Ehrlich-
Schwöbel barrier of this system, we have to subtract the
free diffusion barrier from the energy barrier for descen-
sion given by (ES)II,

EES = EDES − ED
= 300.2 meV − 195.6 meV = 104.6(24) meV, (3)

which is in very good agreement with the estimate by
Goose [23] of 104 meV.

B. Modeling the rates

All rates measured in the MD simulations conform
with the Arrhenius law so that we split transition rates
k = νe−∆E/kBT into attempt rate ν and energy bar-
rier ∆E, both of which are independent of temperature.
Since the interaction between C60 molecules is short-
ranged (see appendix A), we simplify rates by assuming
that they only depend on the initial state and the type i
of transition but not on the target state. We thus arrive
at the parametrization

ki(n, T ) = νi(n)e−∆Ei(n)/kBT (4)

characterizing the initial state by the number n of neigh-
bors in the same layer. The possible types i are D (free
diffusion and dissociation), EDA (edge diffusion along A
steps), EDB (edge diffusion along B steps), A (ascen-
sion), and DES (descension).

In Fig. 4, the energy barriers extracted from the MD
results are plotted as a function of initial neighbors. We
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Configuration T Jump to ∆E[meV] ν0[1012 Hz]

200 I 195.6(20) 0.43(4)

−

380

K

350 I 501(4) 0.53(6)

− II 188.3(6) 0.262(4)

550 III 409(2) 0.38(2)

K IV 458(4) 0.25(4)

500 I 439(2) 0.74(3)

− II 744(5) 1.23(12)

750 III 879(34) 2.29(144)

K

600 I 779(5) 4.60(38)

− II 708(4) 2.46(18)

750 III 917(29) 5.33(266)

K

680 I 686(5) 1.33(10)

− II 1119(30) 4.32(210)

770 III 1037(20) 4.55(148)

K IV 1062(24) 6.29(165)

680 I 989(17) 3.01(82)

− II 1119(24) 4.76(186)

770 III 967(13) 3.49(73)

K IV 618(9) 0.20(3)

750 I 906(12) 0.91(16)

− II 1295(46) 2.47(169)

840

K

750 I 1270(18) 10.4(28)

− II 1311(39) 3.83(217)

840

K

250 I 181.4(3) 0.325(3)

− II 300.2(13) 0.385(18)

400

K

Table I. Summary of the results from our MD Simulations.
The first column shows the configuration with tagged particle
(orange) and the possible transitions (blue numerals).

Transition our work MM [24] MD [19]
(F)I 195.6(20) 205(22) 178(4)

(1N)III 409(2) 448(25) 429(57)
(2NB)II 708(4) 717(29) -
(ES)II 300.2(13) 334(20) -

Table II. Comparison of energy barriers ∆E (in meV) with
previous results from molecular mechanics (MM) and molecu-
lar dynamics (MD). Note that the MM results are consistently
larger.

observe a linear dependence, which motivates to further
parametrize the energy barriers as

∆Ei(n) = Ei + n̂iEB,i. (5)

Here, Ei is a base energy barrier and EB,i is an effective
bond energy for transitions of type i. For dissociation and
the descension to the lower layer, n̂i = n is equal to the
number of initial lateral neighbors n. However, for edge
diffusion and ascension transitions lateral bonds can be
sustained during the transition, which leads to n̂i = n−1
for edge diffusion and n̂i = n− 2 for ascension.

From the linear fits in Fig. 4 we can extract the effec-
tive bond energies EB,i for the different transition types,
which are listed in Table III. The Girifalco potential we
use in the MD simulations has an energy minimum of
EG = 277 meV, which is what we would expect as en en-
ergy barrier whenever a bond has to be broken completely
to go through a transition. For the case of dissociation,
the effective bond strength is in very good agreement
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Figure 4. Energy barriers of the different transition types
plotted against the number of initial neighbors. The dissoci-
ation barriers are taken from (1N)IV, (2NA)II and (3NA)III,
which are the longer dissociation paths compared to the ones
in B step directions and are therefore the energy barriers for
a complete dissociation. For the energy barriers of ascension
there is no significant difference between the A step and B
step case, so we took the average of the two respective mea-
surements for this plot. The data for edge diffusion along
an A step edge is comprised of (1N)II, (2NA)I, (3NA)I and
(4NA)I, while edge diffusion along a B step edge is given by
(1N)I, (2NB)I,(3NB)I and (4NB)I. All energy barriers are well
described by linear fits (lines).
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Transition type i EB,i [meV] Ei [meV]
diff./dissociation D 276(5) 192(6)

A edge step EDA 245(4) 190(5)
B edge step EDB 254(10) 508(13)

ascension A 206(12) 901(14)
descension Des 276(5) 300(1)

Table III. Fitted effective bond energies EB,i and base energy
barriers Ei, cf. Eq. (5).

with this assumption as EG is very close to our fit value
of EB,D. The effective bond strengths of edge diffusion
along A and B step edges overlap within their margins
of error and are both significantly lower than the full
bond energy EG. This was also expected as the transi-
tional states of the edge diffusion transitions are mostly
still close enough to the initial neighbors such that the
transitioning molecule does not have to overcome the to-
tal bond energy in order to slide down into the target
state. This implies that the assumption of short-ranged
interaction and transition rates that only depend on the
nearest neighbor configuration is not entirely valid and
has to be seen as an approximation in our KMC simu-
lations. The significantly lower effective bond strength
of the ascension transition of only 205(10) meV per bond
was unexpected and at this point is not completely un-
derstood. An analysis of the exact transition paths of
ascension may lead to interesting insights but is not per-
formed in this work since the ascension transitions have
a high enough energy barrier to not play a big role in
the following KMC simulations. We have not set up an
extra set of simulations to determine the effective bond
strength EB,DES for descension transitions, so we assume
that it is equal to EB,D as it also has a long transition
path in which all initial bonds have to be overcome.

The base energy barriers Ei obtained from the fits of
Fig. 4 and from the MD simulation for descension are
listed in Table III. The fact that edge diffusion along
an A step edge is initialized by a transition path very
similar to the free diffusion transition results in a base
energy barrier EEDA that is close to the free diffusion
barrier ED. The base energy barrier for edge diffusion
along B step edges is significantly larger than for the A
step case, which is important for the formation of the
triangular star shaped clusters that have been observed
in experiments [9, 11]. These star shapes evolve because
of two effects that stem from the difference of A and B

n
Transition type i 0 1 2 3 4

diff./dissociation D 0.43 0.25 1.23 4.02 -
A edge step EDA - 0.26 0.74 1.33 0.91
B edge step EDB - 0.53 4.60 3.01 10.4
ascension A - - 3.81 4.54 3.15
descension Des 0.38 0.38 0.38 0.38 0.38

Table IV. Effective attempt rates νi,n as a function of neigh-
bors n used in the RawMD simulations (in units of THz).

step barriers. First, the higher mobility at A step edges
increases the chance of finding a state with high coordina-
tion, while particles on B step edges are likely to stick to
an initial site with low coordination. Secondly, when par-
ticles reach a “corner” state [see (1N) and (3NA)/(3NB)
in Tab. I] they are more likely to transition into the di-
rection of an A step edge. As a result, trajectories from
A step to B step edges are less likely to occur than from B
step to A step edges. Since an ascending molecule has to
overcome almost the full adsorption energy, the base en-
ergy barrier EA is almost equal to the adsorption energy
of C60 on C60(111), which is around 930 meV (calculated
with the Girifalco potential at zero Kelvin).

The attempt rates do not show any specific behavior
in terms of the number of initial neighbors so we do not
describe them with a model and just take the values as
measured in the MD simulations. The exact values of the
attempt rates νi,n are provided in Table IV.

In the following KMC simulations, we will consider two
model variants. The first one (termed “RawMD” model)
is given by the energies and attempt rates just described.
In addition, we consider a further simplified version (the
“Simple” model), where we only use one free attempt
rate parameter νi(n) = ν0. The second distinction be-
tween the two models is made with respect to the effec-
tive bond strengths EB,i. In the ”RawMD” model we
allow for the transition types to have different effective
bond strengths as we have measured slight differences in
MD simulations. In the ”Simple” model we discard these
differences and demand that all transitions scale with the
same effective bond strength EB,i = EB . In summary,
for the ”RawMD” model we end up with 23 parame-
ters for attempt rates and 10 for energy barriers, while
the ”Simple” model only has one parameter for attempt
rates and 6 for energy barriers.

C. KMC Simulations

1. Detailed balance

One important aspect of extracting rates from MD
simulations is their thermodynamic consistency. The
atomistic dynamics is derived from a Hamiltonian and
thus obeys detailed balance guaranteeing the absence of
(steady) dissipation. For the KMC simulations, the de-
tailed balance condition can be expressed as pCkC→C′ =
pC′kC′→C , where C is a configuration (the position of all
molecules), pC is the stationary probability to observe
this configuration, and kC→C′ are the transition rates to
go from one configuration to another. Possible transi-
tions are ki(n), cf. Eq. (4). The question is whether
these rates with the extracted parameters obey detailed
balance.

A simple and practical way to test this condition is to
calculate the stochastic entropy production [31]. To this
end, we prepare a small 10×10 unit cell system at a tem-
perature of T = 318 K without deposition and with nine
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Figure 5. Comparison of the average entropy production be-
tween the RawMD and Simple model plotted against time t.
The ensemble average is calculated from 100 trajectories at a
temperature of T = 318 K.

particles assembled into a cluster. During the simulation,
the particles of this cluster will evolve through the dif-
ferent transition types in various successions and we can
observe if any net entropy production occurs. After ev-
ery KMC step, we calculate the change of (dimensionless)
entropy

δs = ln
ki(n)

kj(m)
(6)

as the logarithm of the ratio between the rate ki(n) of
the transition that occurred (the new number of neigh-
bors is m) and the rate kj(m) of the transition that would
reverse the KMC step. Summing up these single contri-
butions along a trajectory yields the total entropy pro-
duction ∆S. After some initial relaxation, this total en-
tropy production should fluctuate around zero if detailed
balance were to be obeyed. As shown in Fig. 5, this is
not the case for the RawMD model, which exhibits a lin-
ear increase corresponding to a substantial dissipation of
8.81kBT of entropy per second. In contrast, our Sim-
ple model does obey detailed balance as demonstrated in
Fig. 5. This demonstrates that simply transferring rates
from MD simulations is likely to break detailed balance
and thus yield a thermodynamically inconsistent model,
which can lead to severe artifacts.

2. Morphologies

To compare the emerging cluster morphologies of the
two models, KMC simulations are conducted in a tem-
perature range of 225− 360 K with a system size of A ≈
0.866 µm2 (1000 times 1000 unit cells of size 0.886 nm2).
The system starts with an empty lattice and deposition
of particles proceeds until a coverage of 10% is reached.
This deposition phase takes about tD ≈ 230 s to com-
plete. The simulation then continues without deposition
to enable relaxation of the clusters for another tR ≈ 460 s.

Figure 6. KMC simulation snapshots of RawMD (left) and
Simple (right) model at several temperatures (increasing from
top to bottom). Parameters for the Simple model are EB =
235 meV and ν0 = 0.25 THz. The snapshots show an area of
1000 nm× 866 nm and each contains 100000 molecules corre-
sponding to 10% coverage.

Figure 6 shows representative snapshots for five different
temperatures. With the bare eye, no significant differ-
ences between the snapshots of the RawMD and Simple
model can be spotted.

To compare the morphologies of the different models
more quantitatively, three geometric properties of the
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Figure 7. Average cluster features of the two KMC models in
a temperature range from 225 K to 360 K. Left: Comparison
of the RawMD Model to three Simple models with varying
effective bond strength EB and a constant attempt rate of
ν0 = 0.25 THz. Right: Comparison of the RawMD Model to
three Simple models with varying attempt rate ν0 and a con-
stant effective bond strength of EB = 235 meV. As suggested
by the shape descriptors, the resulting cluster morphologies
are very similar.

arising clusters are measured: The covered area A, the
perimeter P and the mean border curvature κ̄. Area

and perimeter are directly calculated from the number of
molecules in the cluster N and the number of molecules
at its edge NE via

A = N × 0.866 nm2, P = NE × 1 nm. (7)

Details for the calculation of κ̄ are found in appendix B.
We also determine two dimensionless quantities, the cir-
cularity C and the dimensionless curvature K defined
through

C =
4πA

P 2
, K =

κ̄P

2π
, (8)

which both return unity for circles of any size.
In Fig. 7, we plot the different shape descriptors as

a function of temperature comparing the Simple model
with the more elaborate RawMD model. We see that
an excellent agreement of cluster morphologies can be
achieved using an effective bond strength of EB =
235 meV and an attempt rate of ν0 = 0.25 THz. The
value of EB is closest to the effective bond strengths for
edge diffusion in the RawMD model as these are the most
important transitions when it comes to cluster relaxation.
However, using this small value for EB the dissociation
rate is increased in the Simple model, which would lead
to a lower cluster density. To compensate for this, the
attempt rate ν0 is lower than the attempt rate for free dif-
fusion in the RawMD model, which increases the cluster
density to produce the correct cluster sizes. Variation of
the model parameters from their optimal values can lead
to significant differences in the shape descriptors.

D. Multilayer Growth

We now turn to the consecutive growth of multiple
layers, for which experimental results are available. In
particular, we consider the data published in Ref. 13.
One quantity that can be extracted from scattering data
is the average cluster density [32], which is plotted in
Fig. 8 as a function of the mean film height measured in
monolayers (ML, molecular exposure = F/n̄× time with
n̄ the density of a full monolayer). For the molecular flux
F we now chose the same value as in Ref. 13 correspond-
ing to 0.1 monolayers per minute (ML/min). Starting
from a high value, the cluster density rapidly decays and
shows oscillations with minima corresponding to the fill-
ing of a complete layer. Also shown are results from
KMC simulations employing the optimal Simple model
[cf. Sec. III C]. While the period of the oscillations is
recovered, our simulations yield cluster densities that are
consistently too small, with the discrepancy exceeding
one order of magnitude in the first and second layer.
Moreover, in contrast to the experimental data, the sim-
ulated peak density in each layer is roughly independent
of time.

In the same paper Ref. 13, experimental results
are reproduced numerically using a simplified KMC
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model (no sublattices, no distinction between A and B
steps). The parameters of that model disagree with
the parameters obtained here (and in other studies):
ED,Bommel = 540 meV for the diffusion barrier compared
to ED = 192 meV and EB,Bommel = 130 meV for the
bond strength compared to EB = 235 meV (we recall
that the bare Girifalco potential yields EG = 277 meV).
The reason for the different behaviors of cluster densities
is revealed by comparing snapshots of the corresponding
KMC simulations in Fig. 9: the simplified KMC simu-
lations show many small clusters [Fig. 9a and Supple-
mentary Video 1] while our model leads to the forma-
tion of a few large clusters [Fig. 9b and Supplementary
Video 2]. Also the morphologies disagree, in the simpli-
fied model the clusters are round compared to triangular
“star” shapes. This difference can mostly be attributed
to neglecting the distinction between A/B type edge dif-
fusion as well as the low value for the bond strength of
130 meV.

An import difference between the simulations and the
experiments is that the later have been performed on
mica (KAl3Si3O12H2) and not on a clean C60(111) sur-
face as assumed in our simulations, which may lead to im-
purities and “grain boundaries”. Our KMC simulations
include a mechanism that leads to such grain boundaries.
Due to the use of two sublattices, different clusters do
not merge in our model when initiated on different sub-
lattices. This leads to grain boundaries between clus-
ters, which persist in the following layers as observed in
Fig. 9b and might explain the differences with the exper-
iments: First, the diffusion barrier of C60 is increased,
which yields a much larger peak cluster density in the
first layer. Second, mica has a lattice constant of 0.5 nm,
which is half that of the diameter of a C60 molecule. Clus-
ters on different effective sublattices cannot coalesce and
thus create grain boundaries, which increase the peak
cluster density also in the following layers.

Experiment

KMC, 1st layer on mica

KMC, 1st layer on C60(111)
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Figure 8. Cluster density as a function of molecular expo-
sure (solid symbols) at T = 333 K. Also plotted are results
from the optimal Simple KMC model: unmodified model for
growth on a clean C60 substrate (bright line) and with mod-
ified rates to reproduce the cluster density in the first layer
(dark line).

To test this hypothesis, we have modified the dynam-
ics for the first layer: no distinction between A and B
type edge diffusion, an ascension barrier of EA,mica =
1150 meV chosen large enough to guarantee layer-by-
layer growth, and, most importantly, the diffusion barrier
and attempt rate read

ED,mica = 655 meV ν0,mica = 4× 1015 Hz, (9)

which have been determined through a parameter tun-
ing to reproduce the experimental cluster densities in the
first layer (data from Ref. 33). In Fig. 9c, we show the
resulting temporal evolution of the film growth (see also
Supplementary Video 3). It can be seen that the high
cluster density of the first layer has a strong impact on
the cluster densities of the subsequent layers because of
the hindering effect of the grain boundaries on the diffu-
sion process. Moreover, the time evolution of the cluster
density is now in much better agreement with the experi-
mental data at substrate temperature T = 333 K (Fig. 8,
dark green line).

In Fig. 10, we plot the peak cluster density of the sec-
ond layer as a function of substrate temperature. In-
terestingly, the experiment perfectly matches the result
of the simulations using our Simple model without a
modified first layer dynamics at the higher temperature
T = 353 K. At the lower temperature T = 313 K, our
simulations predict a minute increase while the experi-
ments show an even stronger increase of the peak clus-
ter density. To estimate the effect of the grain bound-
aries on the peak cluster density in the second layer,
we have numerically determined (on a hexagonal lattice)
the number of connected domains of initial clusters with
m = (1/0.5)2 = 4 different species. We find

ndomains ≈ 0.38n1, (10)

where n1 is the peak cluster density in the first layer.
At the low temperature T = 313 K, we find a good
agreement of the experimental result with this prediction.
This suggests that at low temperatures, cluster growth
is indeed limited to domains enclosed by grain bound-
aries. At high temperatures, diffusion of C60 molecules
can overcome these barriers and we recover the behavior
on a clean C60 substrate.

IV. CONCLUSION

We have studied the epitaxial film growth of C60

molecules. Our central result is the systematic determi-
nation of a set of energy barriers (Table III) and attempt
rates (Table IV) from many MD simulations of specific
initial configurations. The bare rates do not obey de-
tailed balance, which can be enforced through a single
attempt rate ν0. A second simplification arises through
employing a single effective bond energy EB . We deter-
mine these two effective parameters through matching
cluster morphologies, which yields

EB = 235 meV, ν0 = 0.25 THz. (11)
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Figure 9. Snapshots at different stages of the multilayer growth simulations at a temperature of T = 333 K and a flux of
F = 0.1ML/min. (a) Simplified KMC model from Ref. 13. (b) Simple model derived in Sec. III C. Note [grain boundaries]
(c) Using the Simple model for the second and higher layers. In the first layer, diffusion barrier and attempt rate have been
altered to reproduce the experimental first layer cluster densities.
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Figure 10. Peak cluster densities of the second C60 layer at
the three experimentally observed temperatures (discs). Also
shown are the KMC prediction of the optimal Simple model
(diamonds) and the upper bound Eq. (10).

We have then investigated multilayer growth. Differences
to the experimental results of Ref. 13 are attributed to
the mica substrate, the smaller lattice constant of which
might induce grain boundaries between growing clusters
which limits their size and increases their number. It
would be interesting to directly resolve morphologies in
the experiments.

While the C60 on C60(111) system with the coarse-
grained Girifalco potential is especially well suited, the
method we have presented here to construct the rate
parameters is generic and applicable to other combina-
tions of organic molecule and substrate for which classical
force fields are available. In particular, our results pave

the way to investigate more systematically the molecu-
lar dewetting of organic molecules on non-metallic sub-
strates [34]. For more complex systems, the transition
types and thus the number of parameters increases very
quickly and might be prohibitively large to be determined
from dedicated MD simulations. Another restriction on
the part of the MD simulations is the feasibility of simu-
lating the necessary timescales to observe the transitions
of interest over a suitable range of temperatures. How-
ever, estimating rates can be achieved with less statistics
and thus computational effort than spent here.
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Appendix A: Bond Counting

In KMC simulations of thin film growth it is common
to use a bond counting approach [in our case Eq. (5)] to
model energy barriers for transitions of particles that are
in contact with a cluster.

Because of the short interaction range of C60

molecules, and supported by the results of Fig. 4, we
decided to use the simplest version, which only considers
the lateral nearest neighbors of the initial configuration.
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Figure 11. Top: Density plot of the potential energy of a
sample molecule (dark green circle) in a given configuration
of fixed cluster molecules (black disks, viewed from above)
interacting via the Girifalco potential (the substrate is omit-
ted). The dotted dark green line represents a possible reaction
path connecting the four states S1, . . . , S4 passing through
the transitional states T1, T2 and T3. Bottom: Plot of the
potential energy along the dotted reaction path. The energy
barriers ∆Eij (i the number of initial neighbors, j the number
of final neighbors) are only weakly affected by j.

How the short interaction range of the Girifalco poten-
tial justifies this approach is illustrated in Fig. 11. As
an example, starting from the three neighbor (3N) initial
state S2, the energy barriers for transition to the 3N final
state S1 or the 2N final state S3 only have a negligible
difference of 13 meV.

Appendix B: Mean cluster curvature

To calculate κ, we use the formula for the curvature of
a continuous plane curve given in parametric form γ(t) =
(x(t), y(t)),

κ(t) =
|ẋ(t)ÿ(t)− ẍ(t)ẏ(t)|

(ẋ(t)2 + ẏ(t)2)
3
2

. (B1)

As the cluster border is not given as a continuous curve,
but by a set of NE discrete border molecule positions,
we approximate the derivatives at molecule n as finite
differences

ẋ(n) =
x(n+ 1)− x(n− 1)

2
, (B2)

ẍ(n) = x(n+ 1) + x(n− 1)− 2x(n) (B3)

(y coordinate analogous). Plugging these derivatives into
Eq. (B1), we can calculate the mean border curvature via

κ̄ =
1

NE

NE∑
n=1

κ(n). (B4)
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