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A strong trend for quantum based technologies and applications follows the avenue of combining
different platforms to exploit their complementary technological and functional advantages. Micro-
and nano-mechanical devices are particularly suitable for hybrid integration due to the easiness of
fabrication at multi-scales and their pervasive coupling with electrons and photons. Here, we report
on a nanomechanical technological platform where a silicon chip is combined with an aluminum
nitride layer. Exploiting the AlN piezoelectricity, Surface Acoustic Waves are injected in the Si
layer where the material has been localy patterned and etched to form a suspended nanostring.
Characterizing the nanostring vertical displacement induced by the SAW, we found an external
excitation peak efficiency in excess of 500 pm/V at 1 GHz mechanical frequency. Exploiting the
long term expertise in silicon photonic and electronic devices as well as the SAW robustness and
versatility, our technological platform represents a strong candidate for hybrid systems.

I. INTRODUCTION

Recent years have witnessed a renaissance in the inves-
tigation of micro- and nano-mechanical devices, pushed
by the impressive capabilities they gain when com-
bined with photonic and/or electronic systems. Achieve-
ments such as zepto and yoctogram mass sensing1–3,
acceleration sensing as low as 10 µg·Hz−1/24, low
power, fast light intensity5–7 and, more recently,
polarization8 modulation are just a few examples of
the technology enabled by opto- and electromechanical
nanosystems9. Following an avenue devoted to funda-
mental physics, these mescoscopic devices have rightfully
entered the realm of quantum mechanics, inaugurated
by the milestone achievement of ground state cooling of
the motion in micrometric-sized optomechanical10 and
electromechanical11 devices. As textbook quantum har-
monic oscillators, pervasively coupled with many differ-
ent quantum excitations, nanomechanical systems rep-
resent the perfect tool for interfacing different physi-
cal objects, from photons to electrons, from excitons to

spins. This possibility has been manifested by coher-
ently converting information with high efficiency, with
practical demonstration with bi-directional conversion of
photons from near-infrared range (NIR) to microwaves
(MW)12–14, from NIR to NIR15 and from MW to MW16.
A particularly intriguing approach would see interfacing
NIR and microwave photons, the former being suitable
for long-distance telecommunication (thanks to their ro-
bustness against thermal decoherence and to low-loss op-
tical fibers) while the latter would be an ideal tool for
manipulating and interrogating superconducting qubits,
which operates in cryogenic environments. The main
challenges of realizing this kind of device lie in the very
different footprints of NIR and MW resonators which
have to be mutually coupled to the very same mechani-
cal resonator. Moreover, NIR photons suffer from metal-
induced Ohmic losses while metal superconducting cir-
cuits switch to their normal phase when illuminated with
photons with thermal energy above their critical tem-
perature, which in most superconductors lies around 1
K. To keep NIR and MW resonators well separated, a
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FIG. 1. Fabrication steps for material growth (i - iii) and
device definition (iv - vii).

mechanical traveling wave approach is then usually pre-
ferred. To this end the ideal choice falls in using Sur-
face Acoustic Waves (SAW) which can oscillate at high-
frequency (∼ GHz), propagate over long (∼ mm) dis-
tances, and have already been used to coupled together
qubits separated by 100 µm17 and pushed in the quan-
tum limit with the generation of non-classical, mechan-
ical Fock states18. The SAW is a Rayleigh wave. It
does not require piezoelectricity to propagate, but it is
easily generated by fabricating metallic InterDigitated
Transducers (IDT) on a piezoelectric material. This ap-
proach requires a simple AC bias to be applied to the
IDTs rather than strong, pulsed lasers which can gen-
erate SAW in a non-piezoelectric material through ther-
mally induced local deformations19; despite the reduced
generation efficiency, the latter approach has been re-
cently applied to Silicon-On-Insulator (SOI) material for
optomechanical applications20. Within the electrically-
generated SAW scenario, several material platforms have
been investigated21, starting from compact monolithic
builds made of GaAs7,22, AlN23 or LiNbO3

24. Another
possibility sees the integration of piezoelectric layers on
non-piezoelectric materials; combinations such as AlN on
Si for mid-infrared photonics25 or ZnO on Si/Ge26 have
been reported in the literature.
In this Article, we demonstrate a new technological plat-
form, which combines the optimum optical properties of
Si with a piezoelectric AlN for electrical control of SAW
excitation. Despite the discontinuities at the material in-
terface, we show injection of 1 GHz vibrations in a nanos-

tring with external peak efficiency of about 519 pm/V,
making this material combination a strong candidate for
optomechanical-based wavelength conversion and realiza-
tion of extended phononic circuits on chip which can be
interfaced with electrical or optical systems.

II. DEVICE FABRICATION

The device fabrication begins with the growth of 1000
nm of wet oxide on a 150 µm silicon wafer. On the oxide,
220 nm of amorphous silicon is deposited by low pres-
sure CVD at 560 ◦C (Fig. 1 (i)). The amorphous film
is transformed to nanocrystalline by annealing at 950 ◦C
for 60 mins27,28, producing a film with randomly oriented
single crystalline grains with the size distribution ranging
from a few nm to 250 nm (Fig. 1 (ii)). On the annealed
nanocrystalline silicon (nc-Si), 250 nm of aluminium ni-
tride (AlN) is sputtered to form the piezoelectric actua-
tor film (Fig. 1 (iii)). Finally, 100 nm of aluminium is
deposited by sputtering on the AlN layer for the inter-
digitated transducers (IDT). For operation at 1 GHz, the
IDT finger periodicity is 2 µm with a 50 % filling factor.
Each finger in a pair is connected to different electrodes,
making the system periodicity, upon the feeding of AC
bias, of 4 µm. The total number of finger pairs is 27. The
IDTs are patterned by optical lithography and dry etch-
ing (Fig. 1 (iv)). The windows for the nanostrings are
selectively opened in the AlN layer using slightly alkaline
wet etching Fig. 1 (v)). The nanostrings are patterned
by electron beam lithography and dry etching (Fig. 1
(vi)) and, finally, the strings are released in HF vapour,
removing the silicon dioxide underneath the strings Fig.
1 (vii)). Amorphous silicon deposited by LPCVD is orig-
inally under compressive stress. During annealing, the
stress changes to tensile and the amount of stress can be
controlled by the annealing conditions. Having a little
tensile stress in the device layer is crucial for the fab-
rication of released structures to avoid buckling and to
control the reproducibility of mechanical properties. For
the experiments, the devices are wire bonded on a PCB
with co-axial connectors for the electrical input.

III. DEVICE CHARACTERIZATION

The mechanical action of the device has been charac-
terized using a calibrated commercial Laser Doppler Vi-
brometer (LDV) from Polytech (UHF-1200). The LDV
operates in a frequency range up to 1.2 GHz and it is
sensitive to mechanical out-of-plane vibrations. The 532
nm solid-state laser is focused on the sample surface us-
ing a 100× objective, resulting in a beam spot of about
1 µm insize. The full instrument operates as a stan-
dard Doppler interferometer with the added possibility
of performing digital cross-correlation between the refer-
ence signal used to drive the IDT and the output signal
as measured by the interferometer. This returns a mea-
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FIG. 2. a: Microscope image of the device under test. A sketch of the measured region as well as electrical connections are
added for clarity as well as the polar coordinate system (in pink) (b): Amplitude map of the selected region for an electrical
signal of 2.25 VRMS at 1 GHz. Note that the colorbar is in log-scale. (c): Details of the complex amplitude z in the outer
region of the IDT. Integrating along the fingers curvature, the displacement as a function of the geometrical center can be
extracted (d), with the red-line a 3-point smoothing. The increase of the amplitude as a result of the IDT focusing effect is
clearly seen.

sure of both quadratures which translates in a complex,
time dependent displacement z(t) = ρ · ei(ωm+φ)t, with
ρ displacement amplitude, φ displacement phase and ωm
mechanical frequency. An optical microscope image of
the device under test is shown in Fig. 2 (a). The IDT
is composed by 13 finger pairs, in shape of circumfer-
ence arcs of variable radius with the center at the first
end of the silicon nanostring. This is done in order to
focus the generated SAW directly at the nanostring in-
put. The angular aperture of the arcs is 60◦. Then de-
vice characterization began by centering the laser spot of
the interferometer roughly in the center of the IDT fed
with a 1 GHz bias. Here we performed a voltage sweep
while measuring the displacement amplitude ρ. We ob-
served that the device operates in the linear regime up
to 2.5 VRMS and therefore we picked 2.25 VRMS as the
standard value for the monochromatic device characteri-
zation. A 3-dimensional map of the displacement ampli-
tude on top of the IDT is reported in Fig. 2 (b). Here
the color bar is in logarithmic scale with the dB-nm de-
fined as ρ[dB-nm] = 10 · log10(ρ/1[nm]). Note that the
displacement increases along x̂, in the direction closer to

the arcs geometrical center as expected from the focusing
effect of a curved IDT.

A better view of the wave periodicity on the IDT can
be seen by inspecting the z-displacement in Fig. 2 (c).
Exploiting the common center of the IDT finger arcs, it
is possible to plot the full IDT map in polar coordinates
(see the sketch in Fig. 2 (a)) and then integrate along
the polar angle θ from -30◦ to -30◦, that is along the
black lines sketched as an example in Fig. 2 (c). The
results are reported in Fig. 2 (d), which shows a periodic
signal with increasing amplitude towards the center. The
Fourier transform of this signal has a narrow peak around
a frequency of 1/4.02µm−1 which very well reproduces
the design periodicity of 4 µm. As mentioned, the signal
increases towards r = 0 due to the focusing effect of the
curved IDT. More insights on the focusing effect can be
gained by looking at the homogeneous region in front of
the last pair of IDT fingers, highlighted in red in the
optical microscope image of Fig. 3 (a). A map of the
displacement amplitude measured in this region is shown
in Fig. 3 (b).

The displacement field is spatially narrowing and in-
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FIG. 3. (a): Microscope image of the unpatterned focusing
region of the IDT. (b): Amplitude displacement map in the
red region sketched in (a). (c): Complex displacement at a
fixed phase for several line-scans cut at fixed y. The interface
between the silicon regions with (AlN+Si) and without AlN
(Si) is further depicted. Note that the noisy signal at the
interface is due to the light scattering from the almost vertical
edge.

creasing in amplitude when moving in x̂ direction towards
the nanostring, reaching a maximum value of about 300
pm. This effect can be better quantified by plotting the
complex displacement at a fixed phase (see Fig. 3 (c))
along the dashed black lines sketched in Fig. 3 (a) and
(b). A periodic signal can be observed in every line-scan
with a strong difference in the signal amplitude along the
central cut (y = 0) as compared to the other ones. In the
center, the signal is increasing and propagates strongly
even after the AlN+Si/Si interface. Beside the central
line, the amplitude decreases slightly along x̂, with a
net reduction after the interface. Moreover, the abso-
lute value of displacement becomes smaller further away
from the central line. The results can be better appreci-
ated considering the material interface which is depicted
with a blue-shaded region, while a top view of the differ-
ent material stacks can be seen in Fig. 3 (a). Changing
the IDT drive frequency within the excitation bandwidth
produces results similar to the one extensively reported
at 1 GHz regarding the focusing effect.
The full SAW excitation bandwidth can be estimated by
applying a multi-frequency bias waveform at the IDT and
then looking at the Fourier-transform of the time signal
from the LDV beam spot placed, for example, close to the
focusing region (blue dot - input in Fig. 4 (a)). The dis-
placement amplitude of the SAW excitation is reported

in Fig. 4 (b); the measured spectrum is a result of the
superposition of three different excitation windows, each
of them composed by nBW = 8001 monochromatic sig-
nals, multiplexed to generate the multi-frequency carrier
signal. The total, integrated voltage in each window was
of 3.5 VRMS ; to compare the result with the one given
by the monochromatic, single frequency 1 GHz tone, one
should consider that the signal is normalized consider-
ing the voltage power spectral density (VSD), defined as
|V 2|/(2δf), with δf being the frequency measurement
resolution (see, for example9). Scaling opportunely the
voltage in the single frequency measurement for a factor√
δf/nBW , the ∼ 300 pm displacement amplitude at 1

GHz reported in Fig. 3 should then translate to roughly
6.5 pm at the same frequency, given a total applied volt-
age 3.5 VRMS . Considering some uncertainty in the spa-
tial position of the laser beam, Fig. 4 (b) well reproduces
the expected result, showing a displacement of 5±1 pm.
The spectral shape of the signal is the one expected from
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FIG. 4. (a): Optical microscope image of the nanostring
devices. The green arrow indicates the SAW propagation
whereas the two colored dots denote the acquisition position
for the input - panel (b) and output - panel (c) displace-
ment amplitude spectra. (d): Comparison of normalized in-
put (blue) and output (red) displacement amplitude spectra.

a SAW IDT excitation, which can be approximated with
multiple step-functions in the real space. This produces a
sinc-like spectrum, with the main and secondary maxima
clearly visible in the figure29. The spectral shape of the
input signal is modified by the propagation through the
mechanical nanostring. The output signal can be seen in
Fig. 4 (c) ((red dot - output in Fig. 4 (a))). From the
reduction of the signal amplitude around the maximum
of the spectrum we can extract a total loss of about 5.2
dB. Identifying the contribution from the different loss
mechanisms, including propagation loss, coupling loss
and parasitic effects due to the frame oscillations, is a
challenging task in a short nanostring and will be the
object of future investigations. Normalizing the spectral
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FIG. 5. Low resolution displacement amplitude maps for the
three excitation frequencies reported in Fig. 4.

likely arising from the excitation of resonant modes in the
mechanical system composed by the nanostring and the
released edge of the frame. Indeed, while we did not ob-
serve any strong sign of standing waves in the nanostring,
which would indicate high-quality factor resonant modes,
we expected that our waves have a mix of standing and
traveling components. We can easily imagine that, while
a strong forward wave is continuously fed by the SAW,
only a weak back-scattering component could be created,
due to the absence of proper mirrors in the system. Nev-
ertheless, counter propagating waves can still be present
due to wave reflection at the interface between AlN+Si
and Si regions. This effect complicates the evaluation of
the displacement field onto the nanobeam, since the weak
standing wave component feels the full nanostring plus
frame eigenstate structure. More insights on the impact
of the frame can be obtained by performing extended
map scans on a wide area around the nanostring region.
Figure 5 reports the displacement amplitude maps for the
three frequencies indicated in Fig. 4 (c). Although the
maps have a low resolution in order to minimize possible

phase drifts during the measurements (which neverthe-
less are still partially present and indicated by the tilted
shape of the displacement field lobes), it is possible to
identify the role of the hanging frame in the vibration
excitation. In all cases the frame is significantly excited
with vibration amplitudes equal or even exceeding the
ones of the string itself. This complicates the analysis of
the system eigenmodes and could somewhat degrades the
nanostring potential performance. On the other hand, we
cannot exclude that the frame could be beneficial for vi-
bration coupling into the device itself by extending the
spatial profile of the mechanical eigenmode and by re-
laxing the strong focusing requirement for exciting the
narrow silicon string.
A better assessment of the vibrations injected into
the nanostring is performed by switching back to a
monochromatic excitation at 2.25 VRMS and 1 GHz fre-
quency. By performing line scans along the nanostring
length, we can estimate the displacement induced by the
SAW. In addition, by performing parallel line scans on
the etched region it can be checked if the SAW propa-
gates underneath the device in the Si substrate. This is
expected since the penetration depth of a SAW is of the
order of the wavelength (about 4 µm in our case), which
is larger than the 1 µm thick SiO2 sacrificial layer, as
shown in Fig. 6 (a). A strong excitation on top of the
nanostring is accompanied by weaker ones on the bottom
of the device window. It is possible to verify that a coher-
ent wave is propagating below the suspended structure
by looking at the phase map in a 2D scan measurement
similar to the ones reported in Fig. 5. As can be seen in
Fig. 6 (b), a wavefront is propagating on the silicon sub-
strate, from one end of the etched region to the other. A
more quantitative assessment of the overall displacement
excitation can be done by inspecting the results in Fig. 6
(c), where the measured signals on the nanobeam center
and on one of the two sided on the Si substrate are com-
pared. While on the nanostring the displacement ampli-
tude reaches about 1 nm, it is reduced by about one order
of magnitude with respect to the substrate underneath.
Despite the excitation splitting on top and bottom lay-
ers, considering the average vertical displacement on the
maxima and an applied voltage of 2.25 VRMS , we can es-
timate an external mechanical peak excitation efficiency,
ηm = ρ/VRMS , of about 519 ± 38 pm/V. The efficiency
estimate is obtained considering the vibrations only on
the nanostring; the complicated mode structure of our
systems and the limited lateral scan accuracy somewhat
impact on a more refined evaluation of the excitation ef-
ficiency.
A useful quantity to evaluate is the Displace-
ment Spectral Density (DSD), which is defined as

DPSD=|z|2 /(2δf). The integral of the DSD over a me-
chanical resonance gives the expectation value of the dis-
placement square, 〈z2〉, even when the systems is actu-
ated through (thermal) noisy excitation9. For a reso-
nance with weak damping, it is also possible to theoret-
ically estimate the thermal displacement square, 〈z2th〉,
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using the equipartition theorem and considering a tem-
perature T9:

〈z2th〉 =
kBT

meffω2
m

, (1)

where kB is the Boltzmann constant, ωm resonant angu-
lar frequency and meff effective mass of the resonator.
The latter can be evaluated using commercial FEM
solvers (COMSOL Multiphysics); in our case we obtained
a meff in a range from 2-5 ×10−14 kg, considering the
few modes of the nanostring plus frame system oscillating
around ωm/2π = 1 GHz. Plugging these values in eq. (1),
one finds the expected displacement square due to ther-
mal motion at room temperature, 〈z2th〉 = 0.002 - 0.005
pm2, considering the different oscillation modes as before.
A direct measure of the DSD with our coherent tech-
nique can give some hints about the coherent displace-
ment induced by the SAW. Fig. 6 (d) reports the average
DSD obtained in a different experiment, where we con-
sidered the area enclosed by the dashed line in Fig. 6 (d).
The device was excited with a 2.25 VRMS monochromatic
tone oscillating at 1 GHz. The DSD is plotted along the
nanobeam length (x̂), where the average has been taken
along the nanobeam width direction (ŷ). The measure-
ment bandwidth was δf=625 kHz. Considering a sin-
gle, total DSD value, obtained by averaging along along
x̂, it is possible to estimate a SAW-driven displacement
square 〈z2SAW 〉 of about 8 pm2. We can roughly com-
pare the linear displacement driven by the coherent SAW
and by thermal motion by considering the ratio of the
square of DSD, i.e. ηcoherent = sqrt〈z2SAW 〉/sqrt〈z2th〉.
A larger injection of coherent vibrations translates in a
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FIG. 7. (a): 3D sketch of the cross-line scan measurement
showing the displacement of the nanobeam excitation. Wa-
terfall plot of experimental (b) and simulated displacement
(c) obtained from a time domain simulation.

ηcoherent in a range from 40 to 65, where the different
mechanical modes have been considered. In average, our
coherent control of the mechanical motion is about 50
times stronger than the thermal noise, granting a strong
and reliable SAW-based operation even when working at
room temperature. Of course, our rough estimate suffers
from multiple limitations, starting from the assumptions
leading to eq. (1), as having a single mechanical mode
with low damping; more accurate evaluations will be per-
formed in dedicated sets of samples.

Although a strong vibration amplitude can be reached,
the spatial shape of the nanostring displacement of Fig.
6 (c) and (d) do not show a regular, harmonic form, at
odds with the weaker substrate signals reported in Fig. 6
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(c). This is due to the fact that the nanostring geometry
has not been optimized to work around 1 GHz, resulting
in excitation of high order modes, further complicated
by the presence of the hanging frame which, as we have
seen, plays an important role regarding the whole sys-
tem excitation. Some insights on the mechanical excited
modes can be obtained by considering line scans cross-
ing the nanostring along its width. Such a measurement
is reported in Fig. 7 (a), along with a visual help of the
scan lines superimposed on the optical microscope image.
Even if a straight comparison between the measurement
obtained and device geometry is not easily done due to
the rough resolution of the stage movement, it is possible
to observer that few scans have displacement antinodes
at the nanobeam edges and nodes at the nanobeam cen-
ter. Clearly, this is not an optimized configuration when
working with a laser spot size of the same order of magni-
tude of the nanostring lateral width (1.5 µm). Neverthe-
less, the experimental data can be tentatively compared
with finite-element method simulations (COMSOL Mul-
tiphysics) of the nanostring plus hanging frame geometry.
Nanocrystalline Si has been simulated using a 157 GPa
Young’s modulus and 0.22 Poisson’s ratio, which are com-
patible with values reported in the literature30. In order
to reproduce our hybrid standing/traveling wave system,
we run time-domain simulations, in which a 1 GHz me-
chanical source at one of the nanostring edges is slowly
turned on; after a transient phase, we can then estimate
the displacement field propagating into the nanostring.
A qualitative comparison of the experimental data and
simulations can be done by inspecting the waterfall plot
of panel (b)-(c) in Fig. 7. Here the phase of the measure-
ment and simulation time have been chosen to optimize
a qualitative data comparison. Moreover, the simulation
data has been post-processed by considering a convolu-
tion with a Gaussian function of 300 nm width, roughly
representing the effect of a finite laser beam profile. Even
if the spatial resolution required for a more quantitative
comparison is beyond our stage movement capabilities,
we can find a good qualitative agreement in most of the
reported linescans, suggesting that we are experimentally
observing the simulated mode.

IV. CONCLUSIONS

In this manuscript we have shown a ∼1 GHz elec-
tromechanical system where a Si nanostring is excited
through SAW generated in a piezoelectric AlN layer em-
bedded in the chip. Our hybrid system allows the use
of high-frequency SAW with silicon, which has unrivaled
characteristics for electronics and photonics technologies.
Our approach combines the expertise of fabrication of
Si-based devices and the versatility of SAW, which are
already making some of the best high-frequency filters
overall and are slowly entering the world of quantum
applications31. The AlN/Si platform is completely sili-
con compatible and competes favorably with other mono-
lithic and hybrid approaches showing an external me-
chanical excitation efficiency of 519 pm/V, using opti-
mized IDT with a simple, not-optimized Si nanostring,
making it feasible to reach very strong mechanical drives
with applied biases of just few volts. This makes the sys-
tem appealing for low power, high frequency optical mod-
ulation and RF filtering. Furthermore, the device char-
acterization has been performed in ambient conditions
(room temperature and atmospheric pressure), showing
the robustness of our technology against thermal noise
and pressure-induced damping. Future device realiza-
tions will see the use of proper optomechanicals crystal
replacing the nanostring, with the added value of largely
increased sensitivity to mechanical displacement as well
as the possibility to coherently drive the optomechani-
cal crystal for highly efficient, unidirectional wavelength
conversion from microwaves to optical regime.
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