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Figure S1. Diffraction pattern indexing for sample HT716. The different γ″ variants are shown by different colors, the corresponding 

zone axes are indicated at the right bottom corner. 



 

Figure S2. Diffraction pattern indexing for sample HT825. The different γ″ variants are shown by different colors, the corresponding 

zone axes are indicated at the right bottom corner. 


