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We test the theoretical free energy surface (FES) for two-step nucleation (TSN) proposed by Iwamatsu [J. Chem. Phys.

134, 164508 (2011)] by comparing the predictions of the theory to numerical results for the FES recently reported from

Monte Carlo simulations of TSN in a simple lattice system [James, et al., J. Chem. Phys. 150, 074501 (2019)]. No

adjustable parameters are used to make this comparison. That is, all the parameters of the theory are evaluated directly

for the model system, yielding a predicted FES which we then compare to the FES obtained from simulations. We find

that the theoretical FES successfully predicts the numerically-evaluated FES over a range of thermodynamic conditions

that spans distinct regimes of behavior associated with TSN. All the qualitative features of the FES are captured by

the theory and the quantitative comparison is also very good. Our results demonstrate that Iwamatsu’s extension of

classical nucleation theory provides an excellent framework for understanding the thermodynamics of TSN.

I. INTRODUCTION

In a simple nucleation process, the nucleus of a new sta-

ble phase forms and grows from within a homogeneous

metastable phase, e.g. when a liquid droplet appears in a su-

persaturated vapour. Classical nucleation theory (CNT) has

long been a valuable tool for conceptualizing the nature of

simple nucleation processes and for providing a starting point

for quantitative estimates of nucleation barriers and rates1–3.

The accuracy and limitations of CNT have been tested by

comparisons with experiments and computer simulations. In

the case of simulations, tests of CNT are often facilitated by

the direct evaluation of the physical parameters that appear in

the theory, such as chemical potentials, surface tensions, and

nucleus growth rates. Such tests have guided the refinement

of CNT-based approaches to improve quantitative predictions

for real systems; see e.g. Refs. 4–6.

Complex non-classical nucleation processes that deviate

significantly from the predictions of CNT are receiving in-

creased attention in recent years7–10. In particular, “two-

step nucleation" (TSN) has become a focus of interest due

to its role in important phenomena such as biomineralization

and protein crystallization11–20. The TSN process is shown

schematically in the upper panels of Fig. 1. In the first step

of TSN, a cluster of an intermediate phase appears within the

homogeneous metastable phase. In the second step, the stable

phase appears and grows from within the finite cluster of the

intermediate phase. TSN has been identified and studied in

a growing range of systems, both in experiments11,13,16,21–28

and simulations16,29–41.

To develop a theoretical framework for TSN it is natural to

use CNT as a starting point14,16,18,20,42. The thermodynamics

of simple (i.e. one-step) nucleation in CNT is described by

the model for the free energy of formation of a nucleus of size

n, which in three dimensions is given by,

G = n∆µ +φ n2/3σ . (1)

Here ∆µ is the difference in chemical potential between the

metastable and stable phases, σ is the surface tension between

the two phases, and φ is a shape factor. This model for G cap-

tures the competition between the decrease of the free energy

as n monomers coalesce to form a cluster of the stable phase,

and the increase in the free energy due to the cost of the inter-

face, having surface area φ n2/3, separating the two phases. In

the case of TSN, the reaction coordinate n must be replaced by

at least two coordinates, e.g. one to quantify the overall size

of the nucleus, and another to specify the proportion of the

intermediate and stable phases occurring within the nucleus.

The model for G in TSN will therefore be a free energy sur-

face (FES), rather than a single-variable function such as that

given in Eq. 1.

An early proposal for the FES of TSN was presented by

Iwamatsu in 201114. As described in detail below, this model

FES is formulated as a sum of two CNT-like contributions,

one for the formation of the intermediate phase from the

metastable phase, and the other for the formation of the sta-

ble phase within the intermediate phase droplet. An addi-

tional term is included to account for the interaction between

the interfaces within the multiphase nucleus. Variations of

this model have been studied in subsequent work, which have

shown it to be successful in predicting qualitative phenon-

mena characteristic of TSN14,16,18,20. We note that expres-

sions similar to that in Ref. 14 had previously been used to

describe the related phenomena of deliquescence and efflores-

cence, which require consideration of the free energy of a mul-

tiphase droplet surrounded by a metastable vapor phase43,44.

Despite the interest in using a CNT-inspired approach to

model TSN, there have been comparatively few studies which

quantitatively test the predictions of a proposed FES against

results obtained from experiments or simulations. Ref. 16

shows that an expression for the FES similar to that proposed

in Ref. 14 compares well to the FES found from simulations

of TSN in a quasi-2D colloidal system. The success of this

comparison suggests that a more extensive test is warranted.

In a recent study of TSN in a 2D Ising-like lattice model,

Ref. 36 presents high-resolution results for the FES obtained
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FIG. 1. Upper panels: Schematic depiction of TSN. The bulk

metastable A phase (green) is initially homogeneous (left panel). A

fluctuation of the intermediate B phase (blue) then appears (middle

panel). Finally, the stable C phase (red) appears within the finite-

sized region of the B phase (right panel). Lower panels: Configura-

tions from L = 200 umbrella sampling simulations of the 2D metam-

agnet at H = 3.96 and Hs = 0.01 showing the corresponding stages

by which the bulk metastable A phase (left panel) develops a fluctu-

ation of the B phase (middle panel), within which the nucleus of the

C phase then forms (right panel).

from simulations over a wide range of thermodynamic con-

ditions. These results are well-suited for comparison with an

analytic theory. Accordingly, the goal of the present work is

to use the simulation results of Ref. 36 to test the theory for

the FES of TSN proposed in Ref. 14.

As shown below, we conduct this test by first evaluating all

the required parameters of the theory for the FES from the

model system itself. Ref. 36 already provides the required

data for the chemical potentials and surface tensions of the

bulk phases involved in the observed TSN process. In the

present work, we separately calculate the parameters required

to model the interaction between the two interfaces occurring

in the multiphase nucleus. As a result, we are able to present

a comparison of the FES as predicted by theory and as ob-

tained directly from simulations that does not depend on any

adjustable parameters.

This paper is organized as follows: Section II describes

Iwamatsu’s model for the FES of TSN14 and re-expresses it in

a form appropriate for comparison with the results of Ref. 36.

Section III describes the lattice model studied in Ref. 36 and

Section IV summarizes the simulation results for the FES and

other thermodynamic properties calculated in Ref. 36. Sec-

tion V presents new simulations to determine the interaction

parameters required to model the interaction of two nearby

interfaces. A comparison of the predicted and simulated FES

is given in Section VI, followed by a discussion in Section

VII. The Supplemental Materials (SM) provide details on the

order parameters used to characterize the FES and additional

information on the simulations methods used to calculate the

system free energy.

II. THEORY FOR THE FREE ENERGY SURFACE

The upper panels of Fig. 1 show an idealized TSN process

in which the end product is a nucleus having a core-shell struc-

ture. Surrounded by the bulk metastable phase A (green), this

nucleus has an outer shell of the intermediate B phase (blue)

and a core region of the stable C phase (red). Ref. 14 ex-

presses the free energy to create a nucleus having a core-shell

structure as the sum of three contributions,

G = GAB(R)+GBC(r)+Gint. (2)

Here, GAB(R) is the free energy to create a region of phase

B of radius R within phase A. GBC(r) is the free energy to

create a core region of phase C of radius r within the B region.

Gint models the contribution to the free energy resulting from

the interaction of the AB and BC interfaces.

Ref. 14 uses CNT expressions for GAB(R) and GBC(r) of

the form of Eq. 1 to express G for a three dimensional core-

shell nucleus as,

G = n∆µAB+ 4πR2 σAB

+ ncore ∆µBC + 4πr2 σBC

+ 4πR2S exp
[

− (R− r)/ξ
]

. (3)

In Eq. 3, the total number of particles in the nucleus (core

and shell) is n, and the core contains ncore particles. ∆µAB =
µB − µA is the difference in the chemical potential between

the bulk phases B and A, and σAB is the AB surface tension.

∆µBC and σBC are similarly defined. The last term in Eq. 3

models Gint and is related to the disjoining pressure associated

with the double interface14,43. The spreading parameter S is

defined by,

S = σAC −σAB−σBC , (4)

where σAC is the AC surface tension. Note that σAC is the

surface tension of an interface where the A and C phases are

in direct contact, without a wetting layer of B between them.

The length scale ξ characterizes the range of the interaction

between the AB and BC interfaces. A nucleus morphology

that conforms to the core-shell structure depicted in Fig. 1 re-

quires that S ≥ 0, which corresponds to a repulsive interaction

between the AB and BC interfaces, and complete wetting of

the C phase by the B phase. Eq. 3 reduces to the conventional

CNT expression for direct (i.e. one-step) nucleation fromA to

C when r = R, in which case the B phase never appears as an

intermediate phase or as a wetting layer during the nucleation

process.

To generalize our analysis to both two and three dimen-

sions, we write the surface area A of a cluster of n particles as

A = φ nα , where α = (D−1)/D depends on the dimension of

space D. We further write the radius R of a cluster of size n as

R = ψ nγ , where γ = 1/D. For a circular cluster in D = 2, we

have α = γ = 1/2, φ = (4πv)1/2 and ψ = (v/π)1/2, where v

is the area per molecule. For a spherical cluster in D = 3, we

have α = 2/3, γ = 1/3, φ = (36πv2)1/3 and ψ = (3v/4π)1/3,

where v is the volume per molecule.

We define the composition of the nucleus as,

x = ncore/n. (5)
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With the above definitions, we can rewrite the FES described

by Eq. 3 solely in terms of n and x as,

G(n,x) = n∆µAB+φ nα σAB

+ xn∆µBC +φ (xn)α σBC

+ φ nαS exp
[

−ψ nγ(1− xγ)/ξ
]

. (6)

Eq. 6 expresses the model of Ref. 14 for the FES for TSN in a

form that can be directly compared with simulation results for

the FES obtained in terms of n and x. These order parameters

have been chosen in previous studies of the FES for TSN29,37

including Ref. 36.

III. LATTICE MODEL AND CLUSTER PROPERTIES

We test Eq. 6 using the results obtained for the lattice model

described in detail in Ref. 36. This system is a D = 2 model of

a metamagnet in which Ising spins si = ±1 interact via anti-

ferromagnetic nearest-neighbor (nn) and ferromagnetic next-

nearest-neighbour (nnn) interactions on a square lattice of

N = L2 sites with periodic boundary conditions45–48. The en-

ergy E of a microstate is,

E

J
= ∑

〈nn〉

sis j −
1

2
∑
〈nnn〉

sis j −H
N

∑
i=1

si −Hs

N

∑
i=1

σisi, (7)

where J is the magnitude of the nn interaction energy. H

is the direct magnetic field, Hs is the staggered field, and

σi = (−1)xi+yi , where xi and yi are respectively the integer

horizontal and vertical coordinates of site i.

Ref. 36 studied this metamagnet model at a fixed temper-

ature T = J/k, where k is Boltzmann’s constant. At fixed

T = J/k and for H > 0, this system may be found in one of

three phases: an antiferromagnetic phase A having a ground

state at T = 0 with all si =−σi; a ferromagnetic phase B hav-

ing a ground state at T = 0 with all si = 1; and an antifer-

romagnetic phase C having a ground state at T = 0 with all

si = σi. As shown in Fig. 2, the phase diagram of the system

in the plane of Hs and H contains three coexistence lines, one

for each pair of the three phases, which meet at a triple point

at (HT
s ,H

T ) = (0,3.9876).
Ref. 36 uses Monte Carlo simulations to study the TSN pro-

cess in which the metastable A phase transforms to the sta-

ble C phase, during which the B phase plays an intermediate

role in the nucleation process. As described in Ref. 36, it is

straightforward to identify local clusters of sites belonging to

the A, B and C phases in any given configuration of the lattice

model. An example is shown in the lower panels of Fig. 1, in

which regions of A, B and C are shown respectively as green,

blue and red sites.

To study the nucleation process that begins in the

metastable A phase, we must identify clusters of sites that

deviate from the A phase. To quantify the cluster properties

that correspond to n and x in Eq. 6, we first define a cluster

as a contiguous group of B (blue) or C (red) sites, plus any A
(green) sites that are completely enclosed by this group of B
and C sites. The cluster size n is the total number of these A,

-0.02 0 0.02
Hs

3.94

3.96

3.98

4

H

B
A C

n~ c>n~*

n~c<n~*

FIG. 2. Phase diagram of the metamagnet for kT/J = 1 in the vicin-

ity of the ABC triple point. Solid black lines are coexistence lines

and dashed black lines are metastable extensions of coexistence lines.

The vertical cyan bar shows the range of states at Hs = 0.01 that we

focus on this work. Small black squares locate the three states stud-

ied in Fig. 3. The blue dotted-dashed line is the limit of metastability

of the bulk B phase for a system of size L = 64. Filled green cir-

cles locate points on the line at which ñc = ñ∗ as obtained from MC

simulations. The green open circle is the point at which ñc = ñ∗ at

Hs = 0.01 as predicted by Eq. 6.

B and C sites, respectively denoted nA, nB and nC, so that,

n = nA+ nB+ nC. (8)

We define the core of the cluster as the largest contiguous

group of C (red) sites that belong to the cluster. The size of

the core ncore is the number of these C sites, plus any A or B
sites that are completely enclosed by the C sites of the core.

The cluster composition x is then evaluated using Eq. 5.

Ref. 36 uses approximate definitions for the cluster size and

composition, denoted here as ñ and x̃, and given by,

ñ = nB+ nC (9)

x̃ = nC/ñ. (10)

These approximations were chosen in Ref. 36 for computa-

tional efficiency, since both ñ and x̃ are computed from nB and

nC alone, without requiring the identification of the largest C
region in the cluster, or the relatively rare A sites that occur

within the cluster. (Note that in Ref. 36, ñ is denoted as “n"

and x̃ is denoted as “ f ".)

In order to maintain consistency with the simulation data

of Ref. 36, the new simulations presented here are also con-

ducted using ñ and x̃ to quantify cluster properties. Nonethe-

less, as described in SM Section S1, we derive an approximate

transformation that allows us to convert given values of (ñ, x̃)
to corresponding values of (n,x). This transformation allows

us to use simulation results obtained in terms of (ñ, x̃) to test

predictions expressed in terms of (n,x). As described in SM,

we find that carrying out this transformation is particularly

important for accurate estimation of the parameters S and ξ .
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FIG. 3. Comparison of G(n,x) as found from MC simulations (upper panels) and as predicted by Eq. 6 (lower panels). Upper panels

show G(n,x) as computed from the MC simulation data presented in Ref. 36 for Hs = 0.01 and for H = {3.96,3.981,3.985} in (a,b,c)

respectively. The location of these three states are marked in the phase diagram in Fig. 2 by small black squares. The error in G(n,x) is

typically less than 1kT . Lower panels show G(n,x) as predicted by Eq. 6 for the same three states as in the upper panels. That is, Hs = 0.01

and H = {3.96,3.981,3.985} in (d,e,f) respectively. In all panels, contours are 2kT apart.

IV. SIMULATION RESULTS FOR THE FREE ENERGY

SURFACE

In Ref. 36, umbrella sampling Monte Carlo (MC) simula-

tions were used to generate detailed numerical estimates for

the FES describing the TSN process in which the metastable

A phase converts to the stable C phase49–51. This FES is de-

fined as the free energy of a system of size N in which the

largest cluster occurring in the A phase is of size ñ and com-

position x̃. The transformation given in SM allows us to ex-

press this FES in terms of n and x. This transformed FES

may be directly compared to G(n,x) as defined in Eq. 6 for

values of ñ such that the largest cluster in the system is much

larger than all other clusters in the system, and for values of x̃

such that the largest C-phase region within the largest cluster is

much larger than all other C-phase regions in this cluster. We

find that these conditions are met when ñ > 500 and x̃ > 0.05.

In addition, the FES evaluated in Ref. 36 differs from G(n,x)
in Eq. 6 by a constant which was not determined in Ref. 36.

As described in SM Section S2, we have conducted new sim-

ulations to determine this constant52–54. After applying these

adjustments to the data in Ref. 36, we present here in Fig. 3(a-

c) estimates of G(n,x) for three characteristic cases of TSN

as evaluated directly from the MC simulations described in

Ref. 36.

We also consider the one dimensional (1D) free energy as a

function of n alone, which is evaluated from G(n,x) using,

β G1(n) =− log

∫ 1

0
exp[−β G(n,x)]dx. (11)

We define the size n∗ of the critical nucleus as the value of n

at which G1 is a maximum. Following Ref. 36 we define the

average of x at fixed n as,

〈x〉=

∫ 1
0 x exp[−β G(n,x)]dx
∫ 1

0 exp[−β G(n,x)]dx
. (12)

The fluctuations in x, quantified by χ = 〈x2〉−〈x〉2, are a max-

imum at n = nc. As explained in Ref. 36, the significance of

nc is that for n < nc the most probable state of the nucleus is

dominated by the B phase, while for n > nc the most probable

nucleus will have a core region of C surrounded by B. That is,

when the nucleus grows to a size greater than nc, a discontinu-

ous phase transition from a pure-B nucleus to a core-shell C-B
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FIG. 4. (a) G1(ñ) as measured in MC simulations (red) and as

predicted by Eqs. 6 and 11 (blue) for Hs = 0.01 and H = 3.96 to

3.99 in steps of 0.005 from top to bottom. (b) G1(n) from Eqs. 6 and

11 for Hs = 0.01 and H = 3.96 to 3.99 in steps of 0.001 from top to

bottom. For each curve, the dots locate the values of nc (red) and n∗

(black).

structure becomes possible. Expressions analogous to Eqs. 11

and 12, using (ñ, x̃) instead of (n,x), are used to define ñ∗ and

ñc. We define the height of the nucleation barrier G∗ as the

maximum value of G1(n) or G1(ñ), as appropriate. G1(ñ) is

shown in Fig. 4(a) for several values of H as found from MC

simulations, and Fig. 5 shows the simulation results for ñ∗, ñc

and G∗

Our goal is to test the degree to which G(n,x) as defined in

Eq. 6 can predict the results found from MC simulations. To

do so, we require values for the six parameters that occur in

Eq. 6: ∆µAB, ∆µBC , σAB, σBC , S and ξ . Ref. 36 provides

empirical expressions for the chemical potentials of all three

phases as a function of H and Hs near the triple point. Fig. 6

shows the variation of ∆µAB, ∆µBC and ∆µAC predicted by

these expressions as a function of H at Hs = 0.01. Ref. 36

also finds that σAB = σBC = 0.195J per unit lattice site of

interface, and is independent of H and Hs near the triple point.

Ref. 36 does not provide estimates for S and ξ , and so we

measure them here, as described in the next section.

3.96 3.97 3.98 3.99
0

2000

4000

6000

8000

H

n

(a)

3.96 3.97 3.98 3.99
0

20

40

60

80

H

β
G

*

(b)

FIG. 5. (a) Circles show ñ∗ (black) and ñc (red) as found from MC

simulations. Solid lines are model predictions for n∗ (black) and

nc (red). Dashed lines are model predictions for ñ∗ (black) and ñc

(red). (b) G∗ versus H. Circles are found from G1(ñ) as evaluated

in MC simulations. Also shown are the model predictions for G∗ as

determined from G1(n) (solid line) and G1(ñ) (dashed line).

3.95 3.96 3.97 3.98 3.99 4.00

-0.04

-0���

����

��	


H

Δ
μ
/J

FIG. 6. ∆µAB (blue), ∆µBC (red) and ∆µAC (green) as a function of

H at Hs = 0.01.

V. INTERACTION OF TWO INTERFACES

We conduct new simulations of the metamagnet model to

estimate the parameters S and ξ that characterize Gint, the

free energy of interaction of the AB and BC interfaces. The

simplest geometry in which to study the interaction of these
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FIG. 7. Simulation snapshot of L= 400 system with planar interfaces

separating the A phase (green) and C phase (red), with a wetting

layer of the B phase (blue) in between. This snapshot comes from

a run carried out at Hs = 0.01 and H = 3.985. For the large stripe-

shaped cluster in the middle of the system, (ñ, x̃) = (80028,0.871)
and (n,x) = (80322,0.897). The average width of the wetting layer

estimated using Eq. 13 is ∆r = 10.3.

two interfaces is the “planar” case where two flat, parallel in-

terfaces separate semi-infinite regions of the bulk A and C
phases, and where a layer of the B phase of width ∆r lies be-

tween the A and C phases. An example system configuration

having such a planar interface geometry is shown in Fig. 7.

Since we employ periodic boundary conditions, we simulate

a pair of AB-BC interfaces separated by stripes of the A and

C phases.

The same umbrella sampling procedure used to study circu-

lar clusters in Ref. 36 is used here to study the planar interface

case. In the planar case, the largest “cluster” in the system is

now a rectangular region spanning the periodic boundaries in

the vertical direction and consisting of a thick stripe of the C
(red) phase with thinner wetting layers of the B (blue) phase

on either side. In the planar geometry, the width of each B
layer, and thus the distance between the AB and BC inter-

faces, is on average,

∆r =
n(1− x)

2L
. (13)

Umbrella sampling simulations that control both n and x can

therefore be used to control ∆r.

Eq. 6 models the system free energy when a circular clus-

ter occurs in the A phase. For the planar case, the cluster

is a system-spanning rectangular stripe of size n and compo-

sition x in a system with periodic boundary conditions. We

denote the free energy of this rectangular cluster as G‖(n,x),
for which the expression analogous to Eq. 6 is,

G‖(n,x) = n∆µAB+ 2LσAB

+ xn∆µBC + 2LσBC

+ 2LS exp[−n(1− x)/2Lξ ]. (14)

We note that Eq. 14 assumes that the pair of B-phase wetting

layers (the blue layers in Fig. 7) are far enough apart so that

4 6 8 10 12 14 16 18
0

5

10

1�

20

Δr

β
G

||o

FIG. 8. Free energy Go
‖ of a system with parallel AB and BC

interfaces separated by a distance ∆r for several values of H at

Hs = 0.01. For curves with minima from left to right, H =
{3.96,3.965,3.97,3.975,3.98,3.985,3.99}. Solid lines are fits of

Eq. 14 to the data points, where S and ξ are fit parameters, as de-

scribed in the text. Each curve has been shifted by a constant so that

Go
‖ = 0 at the minimum.

they do not interact. Accordingly, we choose n to maximally

separate the two wetting layers by L/2, and choose L so that

L/2 is much larger than both ∆r and the observed length scale

of the fluctuations of the wetting layers about their mean po-

sitions.

As described in detail in SM Section 3, we carry out um-

brella sampling simulations of a system of size L = 400 (i.e.

N = 160000) initialized in the planar geometry55. Fig. 7 is an

example configuration resulting from these runs. Using a sim-

ilar simulation protocol as in Ref. 36, we estimate G‖(n,x), up

to an unknown constant C‖, by calculating the free energy of

a system of size N of the bulk A phase in which the largest

cluster in the system is a stripe-shaped cluster of size ñ and

composition x̃. Using the umbrella sampling method, we con-

trol ñ and x̃ so as to vary ∆r for a system in which ñ remains

near the value ño = N/2 = 80000, so that approximately half

the system is occupied by the cluster. As x̃ increases at fixed

ñ, the proportion of the cluster occupied by the C phase in-

creases but the size of the cluster does not. The result is that

∆r decreases as the B phase is squeezed out of the region sep-

arating A from C. From the results of these simulations, and

using the transformation from (ñ, x̃) to (n,x), we obtain a 1D

cut through the FES for G‖(n,x) along which ñ = ño, denoted

here as Go
‖. At any point along this 1D cut, we know both

n and x and so we can compute ∆r using Eq. 13. In Fig. 8,

we plot the result for Go
‖ as a function of ∆r, obtained at sev-

eral values of H at fixed Hs = 0.01. As expected, Go
‖ passes

through a minimum corresponding to the equilibrium width

of the B-phase wetting layer. We observe that the equilibrium

width approximately doubles as H varies from 3.96 to 3.99.

To estimate S and ξ , we fit G‖+C‖ (where G‖ is given by

Eq. 14) to our simulation data for Go
‖, where S, ξ and C‖ are

the fit parameters; see SM Section 3 for details. The values of

n and x used in the fit correspond to their values along the 1D



7

3.96 3.97 3.98 3.99
��

���

0.3

���

0.5

0.6

0.7

0.8
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FIG. 9. (a) S and (b) ξ as a function of H at Hs = 0.01, obtained from

fitting Eq. 14 to the data for Go
‖ in Fig. 8. For comparison, in (a) the

horizontal red line shows the value of σAB = σBC = 0.195J per unit

lattice site of interface. In both panels, the solid line is a fit of the

empirical expression a+ bH + c/(H − d), where a, b, c and d are

fit parameters. In (a), (a,b,c,d) = (26.76,−6.572,0.002005,4.001).
In (b), (a,b,c,d) = (−19.11,5.681,−0.01453,3.999).

cut that defines Go
‖, and the values of ∆µAB , ∆µBC , σAB , σBC

are fixed to those reported in Ref. 36 for the specified values

of H and Hs. The fitted curves for Go
‖ are shown in Fig. 8 as

solid lines, and the results for S and ξ obtained from these

fits are shown in Fig. 9 as a function of H at fixed Hs = 0.01.

We fit the empirical expression a+bH + c/(H −d), where a,

b, c and d are fit parameters, to our data for both S and ξ .

These fitted functions for S and ξ , shown in Fig. 9, allow us to

smoothly interpolate the values of S and ξ at arbitrary values

of H within the range of our data.

As shown in Fig. 8, the correspondence between the simu-

lation results and the fitted curves is excellent, confirming that

the model of the interface interaction Gint given in Eq. 6 is

accurate and appropriate in this case. It would be useful for

future work to compare this form with results from other ap-

proaches that quantify the distance dependence of the interfa-

cial interactions associated with the disjoining pressure56–58.

VI. COMPARISON OF THEORY AND SIMULATIONS

Using the data for ∆µAB , ∆µBC , σAB and σBC from

Ref. 36, and the results for S and ξ presented here, we have all

the parameters required to compute G(n,x) using Eq. 6. Our

results for G(n,x) are shown in the lower panels of Fig. 3 for

the same values of H and Hs at which we plot the MC simula-

tion results for G(n,x) in the upper panels. Fig. 3 shows that

the overall agreement between the prediction of Eq. 6 and the

MC data is excellent, both in terms of the variation of each

FES with n and x, and also in terms of how the shape of the

FES changes with H.

Fig. 4(a) shows the results for G1(ñ) as obtained from

Eq. 11 when using the prediction of Eq. 6, together with the

corresponding results for G1(ñ) estimated from simulations.

In general, the theory tends to underestimate the results for

G1(ñ) from simulation by several kT and up to 10 kT under

some conditions. At the same time, Fig. 4(a) shows that the

characteristic shape of the G1(ñ) curves is the same in both the

theory and simulations results. Each G1(ñ) curve displays a

“kink" that is a signature of passing through the value ñ = ñc.

The value of ñc increases as H increases and the value of G∗

at the maximum of G1(ñ) decreases as H increases. However,

the critical size ñ∗ at which the maximum in G1(ñ) occurs is

not a monotonic function of H. The variation of nc and n∗

as G1(n) changes with H, all computed using Eq. 6, is shown

in Fig. 4(b). These non-classical features were all noted in

Ref. 36, and the present results show that they also occur in

the theory embodied in Eq. 6.

Fig. 5 compares the predictions for ñ∗, ñc and G∗ found

from G1(ñ) using Eq. 6 with the values obtained from MC

simulations. Also shown are the values of n∗, nc and G∗

found from G1(n) using Eq. 6. While there are systematic

differences between theory and simulation for these quanti-

ties, the qualitative trends are the same. In particular, the non-

monotonic variation of n∗ with H is well reproduced by the

theory, as is the accelerating decrease of G∗ as H increases in

the regime when nc > n∗.

Fig. 10 presents three contour plots of the G(n,x) surface

obtained using Eq. 6. These three plots show the FES at

the same state points for which analogous plots are shown in

Fig. 8 of Ref. 36. As shown in Fig. 10, there are two chan-

nels in the FES. The B channel (blue dashed line) begins at

n = 0 and corresponds to the path of a pure B phase nucleus

growing within the metastable A phase. The C channel (red

dashed line) always begins at a value of n> 0 and corresponds

to a core-shell nucleus with a C-phase core surrounded by a

shell of the B phase. The most probable small nucleus al-

ways appears in the B channel and must traverse a ridge in

the FES to access the C channel. The value of n = nc is in-

dicated by the black vertical line in Fig. 10. For n < nc, the

pure B nucleus is the most stable state of the nucleus at fixed

n, and the core-shell nucleus is either unstable or metastable.

As n increases through the value of nc, the pure B nucleus be-

comes metastable, and the core-shell nucleus associated with

C channel becomes the most stable state of the nucleus at fixed

n. The transition from the B to the C channel is therefore

probable only when n > nc. Transition states (saddle points
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FIG. 10. Contour plot of βG(n,x) as predicted by Eq. 6 for Hs = 0.01

and for H = {3.96,3.981,3.985} in (a,b,c) respectively. In all panels,

contours are 2kT apart. White circles are saddle points. The vertical

black line locates nc. The white curve is 〈x〉. The dashed lines locate

minima in G(n,x) as a function of x at fixed n. Along the blue dashed

line, the cluster is in the B phase. Along the red dashed line, the

cluster contains a core of the C phase surrounded by a wetting layer

of the B phase.

in the FES, indicated by white circles) may occur on the C
channel [Fig. 10(a)], on the B channel [Fig. 10(c)], or both

[Fig. 10(b)]. We plot the variation of 〈x〉 with n as a white line

in Fig. 10. This curve represents the average path that would

be followed by the system during the nucleation process if the

degrees of freedom associated with x are fully equilibrated at

each value of n. For all of the features listed above, the pat-

tern of behavior shown here in Fig. 10 is also found in Fig. 8

of Ref. 36.
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FIG. 11. Contour plot of βG(n,ncore) as predicted by Eq. 6 for Hs =
0.01 and for H = {3.96,3.981,3.985} in (a,b,c) respectively. In all

panels, contours are 2kT apart. Symbols and lines have the same

meaning as in Fig. 10.

VII. DISCUSSION

As noted above, there are no adjustable parameters when

we compare the FES as obtained from MC simulations and

from Eq. 6. The simulated FES is determined entirely from

the microstates of the metamagnet, generated via umbrella

sampling runs that explore heterogeneous states in which a

localized cluster of size n and composition x occurs in the

A phase. The predicted FES obtained from Eq. 6 is based on

measured properties of pure homogeneous bulk phases (∆µAB
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FIG. 12. Surface plot of G(n,x) as predicted by Eq. 6 for Hs = 0.01

and for H = 3.985. The system at the origin is in the homogeneous

metastable A phase, as illustrated in the left-most inset image. Along

the channel marked by the blue dotted line, the cluster is in the B

phase (middle inset) and passes through the saddle point marked by

the white circle at the maximum of the blue line. Along the chan-

nel marked by the red dotted line, the cluster is dominated by the C

phase (right-most inset). The green dotted line is a schematic TSN

pathway, passing first over the saddle point and then over the ridge

separating the B and C channels. The thick black line locates n = nc,

the smallest value of n at which a transition from the B to the C chan-

nel becomes probable.

and ∆µBC) or properties obtained from systems in which a flat

interface separates homogeneous bulk phases (σAB , σBC , S

and ξ ). Our results thus demonstrate that, similar to CNT for

simple (one-step) nucleation, a satisfactory CNT-based theory

for the FES of TSN can be constructed using only information

on pure bulk phases and flat macroscopic interfaces between

bulk phases.

Ref. 36 emphasized the significance of the ridge-crossing

process, also observed here, by which the nucleus switches

from the B channel to the C channel. This process is a discon-

tinuous phase transition that occurs in the finite-sized nucleus

as it grows. This is termed a “fluctuation phase transition"

(FPT) in Ref. 36 because it is a phase transition that occurs

in a transient and spatially localized fluctuation, which in the

present case is the nucleus. The FPT is probable only when

n > nc. If nc < n∗ then the FPT occurs as a restructuring of

the pre-critical nucleus before it reaches the transition state

that represents the exit from the basin of the bulk metastable

A phase; see Fig. 10(a). This case may provide a way to un-

derstand non-classical effects observed in pre-critical nuclei

that otherwise seem to pass through a transition state typical

of simple, one-step nucleation10. Alternatively, when nc > n∗,

the nucleus has already passed through the transition state and

exited the metastable phase before undergoing the FPT that

converts it to a nucleus that contains the stable C phase; see

Fig. 10(c). It is this case that is normally associated with TSN.

In sum, our results show that a FPT is a feature of the FES

given by Eq. 6 under all conditions studied here and so may

provide a unified explanation of a wide range of non-classical

behavior associated with both pre-critical and post-critical nu-

clei.

We show in Fig. 11 contour plots of G as defined in Eq. 6

plotted in terms of (n,ncore) rather than in terms of (n,x), for

the same state points as in Fig. 10. Several previous works

have represented the FES of TSN in terms of (n,ncore), or

equivalent variables16,18,20,44, and we provide these plots here

to facilitate comparison with these studies. When comparing

the representations of the FES given in Figs. 10 and 11, we

note that it is easier to resolve the ridge (and the associated

FPT) that separates the B and C channels when the FES is

plotted in terms of (n,x), especially when nc < n∗. Our re-

sults show that only the B channel of the FES connects to the

metastable A phase at n = 0. That is, the most probable small

fluctuations in the metastable phase are those with the lowest

surface tension, which here are B-phase clusters. Only when

the cluster has grown to sizes larger than nc can the stable

C phase appear in the nucleus, via the FPT. This behavior is

difficult to resolve when the FES is plotted as in Fig. 11, espe-

cially when nc < n∗. Previous studies of TSN have discussed

the possibility that two thermodynamically defined pathways

originate from the metastable state at n = 0 on the FES14,18.

The model of the FES given by Eq. 6 is not consistent with

this picture.

The main characteristics of TSN as described by Eq. 6 when

nc > n∗ are summarized in Fig. 12. The FES in Fig. 12 is the

same as that shown as a contour plot in Fig. 10(c). As stated

above, a single exit pathway (the blue B channel) leads out

of the metastable state. The nucleus passes through the tran-

sition state (white circle) but remains in the intermediate B
phase. The pathway leading to the stable phase (the red C
channel) can only be reached when n > nc and via a FPT that

carries the nucleus over the ridge in the FES. Notably, since

the transition from the B channel to the C channel does not

pass through a saddle point, knowledge of the FES alone is

not sufficient for predicting the size of the nucleus at the FPT.

Rather, the growth dynamics of the nucleus and the relative

rates of relaxation of n and x will be controlling factors. The

FES in Fig. 12 thus illustrates how long-lived intermediate-

phase nuclei can persist and grow to large size before the sta-

ble phase finally appears, a common feature of TSN11,13,15,19.

The green line is an example of such a nucleation trajectory in

which the nucleus lingers in the B channel well beyond nc be-

fore converting to the C channel that leads to the stable phase.

Our results also confirm that the inclusion of the interaction

Gint between the AB andBC interfaces plays an important role

in controlling the shape of the FES for TSN. A recent study

examined the FES formed without including Gint and the to-

pography of the surface is distinctly different18. In particular,

a significant local maximum occurs in the FES that is almost

always absent in the FES generated by Eq. 6 when Gint is in-

cluded, at least for our system. It will be interesting for future

work to explore the range of FES topographies that result from
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models of the form of Eq. 6 when applied to different systems.

We also note that our study does not address a number of

factors that may significantly influence the shape of the FES.

For example, Eq. 6 assumes complete wetting of the C phase

by the B phase. Incomplete wetting changes the geometry of

the two-phase nucleus and would require modifications to the

form of Eq. 6. Also, in our system, the volume per monomer

does not vary from one phase to another, but this will clearly

have an impact on systems in which density is an order param-

eter, such as crystal formation from a liquid. We have also not

explicitly examined temperature-dependent effects since we

have used the thermodynamic fields H and Hs to vary the rel-

ative chemical potentials of the three phases involved in our

simulation model. More broadly, the present work does not

address the key question of the implications of the FES pre-

sented here for the estimation of nucleation rates12,59. These

are all important avenues for future work.

In summary, our results demonstrate that Iwamatsu’s

model14 for the FES of TSN works well for the 2D lattice sys-

tem studied here. Eq. 6 provides a useful qualitative picture

of the thermodynamics of TSN, and also yields quantitative

predictions that are a satisfactory starting point for estimating

the behaviour of a real system. More generally, our results

confirm that significant insights into non-classical nucleation

processes can be achieved by an extension of the concepts of

traditional CNT to more complex systems.

SUPPLEMENTAL MATERIAL

The Supplemental Material provides a description of the or-

der parameter transformation from (ñ, x̃) to (n,x); a descrip-

tion of the method used to compute the FES using global order

parameters, and how to compare this to the model FES given

in Eq. 6; and details related to the estimation of S and ξ from

simulations.
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S1. ORDER PARAMETER TRANSFORMATION

The order parameters ñ and x̃ introduced in Ref. 36 are re-

lated to, but not identical with, the order parameters n and x

that appear here in Eq. 6. There are three reasons for this: (i)

ñ ignores A sites that naturally occur in the B-dominated shell

of the cluster; (ii) x̃ ignores the B sites that naturally occur in

the C-dominated core; and (iii) x̃ erroneously includes the C
sites that naturally occur in the shell when estimating the frac-

tional size of the core. In an accurate definition of n and x,

all of the small equilibrium fluctuations that occur in both the

core and the shell should be counted as part of each region.

Here we derive the relations that we use to convert values of

(ñ, x̃) to the corresponding values of (n,x).
Consider our system as a set of sites which are each as-

signed to the A, B or C phase. See for example the system

configuration in Fig. S1, where A, B and C sites are rendered

in green, blue and red respectively. For rendering purposes,

the procedure used to decide which sites belong to each phase

is described in Ref. 36. Let xA be the fraction of sites belong-

ing to the A phase, with similar definitions for xB and xC such

that,

xA+ xB+ xC = 1. (S1)

We can relate xA, xB and xC to the magnetization m and the

staggered magnetization ms of the metamagnet model, defined

as,

m =
1

N

N

∑
i=1

si (S2)

ms =
1

N

N

∑
i=1

σisi. (S3)

We note that regions of A or C sites are antiferromagneti-

cally ordered with (m,ms) = (0,−1) or (m,ms) = (0,1) re-

spectively, and a region of B sites is ferromagnetically ordered

with (m,ms) = (1,0). Therefore, a system made up of regions

of A, B and C sites will have,

m = xB, (S4)

because m = 0 within the A or C regions, and m = 1 within

the B regions. Similarly, the system will have

ms = xC − xA, (S5)

because ms = 1 within the C regions, ms = −1 within the A
regions, and ms = 0 within the B regions.

We then solve Eqs. S1, S4 and S5 for xA, xB and xC in terms

of m and ms:

xA =
1

2
(1−m−ms) (S6)

xB = m (S7)

xC =
1

2
(1−m+ms) (S8)

That is, the fraction of the system occupied by A, B and C
sites can be evaluated from the values of m and ms for the

system.

Next consider a cluster of n sites within the system that con-

sists of two sub-regions, a core with ncore sites and a shell with

nshell sites, such that

n = ncore + nshell. (S9)

The composition of the cluster is defined as,

x =
ncore

n
. (S10)

Every site in the core or the shell is an A, B or C site. Let nA
core

be the number of A sites in the core and xAcore = nA
core/ncore be

the corresponding fraction of A sites in the core. With similar

definitions for both the core and the shell and all three types

of site, we have,

n = nA
core + nB

core+ nC
core + nA

shell + nB
shell+ nC

shell (S11)

FIG. S1. L = 400 system at Hs = 0.01 and H = 3.985 containing a

cluster with a core-shell structure with (ñ, x̃) = (40082,0.598) and

(n,x) = (40670,0.594).
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and,

xAcore + xBcore + xCcore = 1 (S12)

xAshell + xBshell+ xCshell = 1. (S13)

The order parameters ñ and x̃ (defined in Eqs. 9 and 10) can

be expressed in terms of the above quantities by,

ñ = nB
core + nC

core + nB
shell+ nC

shell (S14)

and,

x̃ =
nC

core + nC
shell

ñ
(S15)

For the nucleation process studied here, the core of the cluster

that we are concerned with is dominated by the C phase and

the shell is dominated by the B phase. Further, we find that

A sites are very rare in the C-phase core at the conditions we

simulate. Consistent with this observation, we find that xA <
10−4 in the bulk C phase for H < 4 at Hs = 0.01. We therefore

set nA
core = 0. With this simplification, Eqs. S14 and S15 can

be rewritten as,

ñ = ncore +(xBshell + xCshell)nshell (S16)

ñ x̃ = xCcorencore + xCshellnshell (S17)

Solving the above equations for ncore and nshell, and then using

the results in Eqs. S9 and S10, leads to the following expres-

sions for n and x in terms of ñ and x̃:

n = ñ
xCcore + x̃(xBshell − 1)+ (x̃− 1)xCshell

xCcore(x
B
shell + xCshell)− xCshell

(S18)

x =
x̃ xBshell +(x̃− 1)xCshell

xCcore + x̃(xBshell − 1)+ (x̃− 1)xCshell

(S19)

For a given value of H and Hs, the values of xCcore, xBshell

and xCshell may be found using Eqs. S7 and S8 in the following

way. The core is dominated by the C phase and so if we know

m and ms for the homogeneous bulk C phase under the same

conditions, which we denote mC and mC
s , then we can find

xCcore using Eq. S8. Similarly, the shell is dominated by the B
phase and so if we know m and ms for the homogeneous bulk

B phase, which we denote mB and mB
s , we can find xBshell using

Eq. S7 and xCshell using Eq. S8.

We evaluate m and ms for the bulk B and C phases using the

free energy surface G(ms,m) presented in the Supplemental

Material for Ref. 36. As described in Ref. 36, G(ms,m) can

be reweighted to any value of H and Hs near the triple point.

The thermodynamic average of m or ms for a given phase can

then be found by integration over G(ms,m):

m =

∫ 1
m∗

s
dms

∫ 1
m∗ dmmexp[−β G(ms,m)]

∫ 1
m∗

s
dms

∫ 1
m∗ dm exp[−β G(ms,m)]

(S20)

ms =

∫ 1
m∗

s
dms

∫ 1
m∗ dmms exp[−β G(ms,m)]

∫ 1
m∗

s
dms

∫ 1
m∗ dm exp[−β G(ms,m)]

(S21)
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FIG. S2. Plots of (a) mB (blue) and mC
s (red), and (b) mC (red)

and mB
s (blue), versus H at Hs = 0.01. Data points are found us-

ing Eqs. S20 and S21. Lines are fits of a quadratic polynomial in

H.

The lower limits of integration m∗
s and m∗ are chosen to re-

strict the integration to the basin in G(ms,m) corresponding to

the desired phase. To find mC and mC
s , we use m∗

s = 0.9 and

m∗ = 0. To find mB and mB
s , we use m∗

s = −1, but we must

take care with the choice of m∗ because the bulk B phase is

approaching its limit of stability as H decreases in the range

3.96<H < 4 at Hs = 0.01. The basin in G(ms,m) correspond-

ing to the B phase is shrinking rapidly in this range, and we

therefore adjust m∗ for each choice of H to ensure that the in-

tegration over G(ms,m) includes only those values of m within

the B basin.

Fig. S2 shows how mB, mB
s , mC and mC

s vary with H at

Hs = 0.01, when calculated as described above. As a check,

we have confirmed many of these data points from direct sim-

ulations of the bulk B and C phases. We note that we are not

able to use direct simulations to obtain values of m and ms for

the bulk B phase for H < 3.98 at Hs = 0.01 because bulk B
rapidly transforms to the C phase under these conditions. This

limitation is the reason we have used Eqs. S20 and S21 to es-

timate mB and mB
s when approaching the limit of stability of

the bulk B phase.

The solid lines in Fig. S2 are fits of a quadratic polynomial

in H to each data set. These fitting functions allow us to im-

plement the order parameter transformation in Eqs. S18 and

S19 for arbitrary values of H in the range 3.96 < H < 4 at
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Hs = 0.01.

Having defined the transformation from (ñ, x̃) to (n,x), we

assess the difference it makes to our results. The values of

(n,x) themselves do not differ greatly from (ñ, x̃). The differ-

ence between n and ñ at fixed x̃ is never more than 4%, and

the difference between x and x̃ is never more than 0.05. The

values of the bulk and surface terms in Eq. 6 are therefore

not greatly affected by the transformation. However, our esti-

mates of S and ξ obtained by fitting simulation data to Eq. 14

depend on an estimate of the interface separation ∆r, which

depends on n and x as described in Eq. 13. The range of x

over which we carry out the fit to find S and ξ (see SM Sec-

tion S3) corresponds to values of ∆r < 20 as shown in Fig. 8.

In this range, we find that the values of ∆r found using (ñ, x̃)
versus (n,x) differ by up to 40%. As a result, the estimates ob-

tained for S and ξ differ significantly depending on whether

or not the transformation from (ñ, x̃) to (n,x) is used.

Furthermore, we note that the estimates for the chemical

potential differences and surface tensions used in Eq. 6 are

based on calculations that use the bulk order parameters m

and ms, as described in Ref. 36. These quantities thus incor-

porate the influence of the fluctuations that are neglected in

the definitions of ñ and x̃. The estimates of S and ξ obtained

using (n,x) therefore correspond better with the other phys-

ical parameters used in Eq. 6 than the estimates for S and ξ
obtained using (ñ, x̃). For these reasons, in the main paper we

use the results for S and ξ obtained using the order parameters

(n,x), and we present our results in terms of (n,x) whenever

possible.

S2. COMPARING FREE ENERGY SURFACES FROM MC

SIMULATIONS AND THEORY

Both in Ref. 36 and in the present work, the FES evalu-

ated from MC simulations is obtained in terms of global (i.e.

system-level) order parameters that correspond to the size (ñ)

and composition (x̃) of the largest cluster in the system. We

denote the FES that we compute directly from MC simulations

as G(ñ, x̃). That is, to quantify the thermodynamic properties

of the clusters that occur in the A phase, we evaluate G(ñ, x̃),
the FES of a system of size N of the bulk A phase in which the

largest cluster in the system has size ñ and composition x̃29.

We obtain G(ñ, x̃) from umbrella sampling MC simulations

at fixed (N,Hs,H,T )50. G(ñ, x̃) is computed using,

βG(ñ, x̃) =− log[P(ñ, x̃)]+Co, (S22)

where P(ñ, x̃) is proportional to the probability to observe a

system microstate in which the largest cluster is of size ñ and

composition x̃. The value of the constant Co is chosen so that

G = 0 at the local minimum of G(ñ, x̃) that occurs close to the

origin at (ñ, x̃) = (0,0).
We estimate P(ñ, x̃) from 2D umbrella sampling simula-

tions using a biasing potential that depends on both ñ and x̃,

UB = κn(ñ− ñ′)2 +κx(x̃− x̃′)2, (S23)

where ñ′ and x̃′ are target values of ñ and x̃ to be sampled in

a given umbrella sampling simulation, and κn and κx control
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FIG. S3. βG1(ñ)+ βC (green) and − log[N (ñ)/N] (red) for Hs =
0.01 and H = 3.96 to 3.99 in steps of 0.005 from top to bottom.

the range of sampling around ñ′ and x̃′. Results from multi-

ple umbrella sampling runs conducted at fixed (N,Hs,H,T )
are combined using the weighted histogram analysis method

(WHAM) to estimate the full G(ñ, x̃) FES at a given state

point49–51.

In order for G(ñ, x̃) to correspond to G(ñ, x̃) as defined in

Eq. 6, ñ must be large enough so that the largest cluster in

the system is much larger than any other cluster in the system,

and x̃ must be large enough so that the largest region of the C
phase within the largest cluster is itself much larger than any

other C phase region within this cluster. We find that these

conditions are satisfied when ñ > 500 and x̃ > 0.05. Under

these conditions the relationship between G(ñ, x̃) and G(ñ, x̃)
is simply,

G(ñ, x̃) = G(ñ, x̃)+C, (S24)

where the constant C depends on the arbitrary choice for the

zero of G that arises when doing a particular simulation.

We can find the value of C by considering the 1D free en-

ergy function defined in Eq. 11. When considering G(ñ, x̃)
and G(ñ, x̃), the corresponding 1D free energies are defined

respectively as,

βG1(ñ) =− log

∫ 1

0
exp[−βG(ñ, x̃)]dx̃, (S25)

and

β G1(ñ) =− log

∫ 1

0
exp[−β G(ñ, x̃)]dx̃, (S26)

from which it follows that,

β G1(ñ) = βG1(ñ)+βC, (S27)

where C has the same value as in Eq. S24. Furthermore, G1(ñ)
can be measured directly in simulations using,

β G1(ñ) =− log
N (ñ)

N
, (S28)
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where N (ñ) is the average number of clusters of size ñ in a

system of size N52–54. We can therefore estimate C from,

βC =− log
N (ñ)

N
−βG1(ñ), (S29)

so long as we choose a value of ñ > 500 at which N (ñ) may

also be reliably evaluated.

To measure N (ñ)/N, we conduct 1D umbrella sampling

simulations with respect to ñ only, using the same procedure

described in detail in Section S7 of the SM of Ref. 36. We

conduct these simulations for a system of size L = 200 at

Hs = 0.01 for H = 3.96 to 3.99 in steps of 0.005. We obtain

G1(ñ) for the same range of H from the data for G(ñ, x̃) us-

ing Eq. S25. Our results for N (ñ)/N and G1(ñ) are shown in

Fig. S3, where G1(ñ) has been shifted by the value of C found

using Eq. S29 with the choice ñ = 600. Fig. S3 confirms that

− log[N (ñ)/N] and βG1(ñ)+βC coincide for ñ > 500. We

also note that N (ñ) may be reliably evaluated using 1D um-

brella sampling for ñ < 1000 because G(ñ, x̃) exhibits only

one minimum (near x̃ = 0) with respect to x̃ in this range. The

sampling of the N (ñ) distribution in this range is thus not

complicated by the presence of the other minimum that ap-

pears at larger ñ. We find that for all H studied, the value of C

is approximately constant with βC = 6.7± 0.4.

Having evaluated C, we find G(ñ, x̃) from G(ñ, x̃) using

Eq. S24. We then convert this estimate of G(ñ, x̃) to an es-

timate for G(n,x) using the transformation described in Sec-

tion S1. We are thus able to make a direct comparison, shown

in Fig. 3, of G(n,x) as found from MC simulations with the

prediction given by Eq. 6.

The simulation results for G1(ñ) shown in Fig. 4 are formed

by splicing together the curves shown in Fig. S3 for N (ñ)/N

for ñ < 600 with our results for G1(ñ)+C for ñ > 600.

S3. UMBRELLA SAMPLING SIMULATIONS OF A

PLANAR INTERFACE

To estimate the parameters S and ξ that appear in Eq. 6,

we conduct 2D umbrella sampling simulations of the kind de-

scribed in Section S2 to find G(ñ, x̃) for a system in which the

A and C phases are separated by a planar interface containing

a thin wetting layer of the B phase.

We choose L = 400, κn = 0.0005J and κx = 500J. For

each choice of (N,Hs,H,T ) we conduct 60 simulations for

ñ′ ∈ {79900,80000,80100}, and for x̃′ = i/20 where the in-

teger i ∈ {0,1,2, . . . ,19}. To study a system with planar in-

terfaces, each run is initiated from a perfect A configuration,

into which a thick vertical stripe of the perfect C phase has

been inserted. A thinner vertical stripe of the perfect B phase

is then inserted at the two AC interfaces. In any given run,

the number of B and C sites inserted is chosen so that ñ is

closest to ñ′ and so that the proportion of B and C sites gives

a value of x̃ closest to x̃′. Our choice of values for L and ñ′

generate system configurations in which the B-phase wetting

layers are separated by approximately L/2. The thickness of

each wetting layer is controlled by the choice x̃′.

This system is equilibrated for 5× 104 MCS (Monte Carlo

steps), and then the time series of ñ and x̃ is recorded ev-

ery 100 MCS for 106 MCS. We sample configurations using

Metropolis single-spin-flip MC dynamics55. Trial configura-

tions are accepted or rejected using the umbrella potential ev-

ery 1 MCS. One MCS corresponds to L2 attempts to flip the

spin of a randomly chosen lattice site. Our time series for

ñ and x̃ are analyzed using WHAM to evaluate P(ñ, x̃) and

G(ñ, x̃). We estimate that the error in G(ñ, x̃) is not more than

1kT . We exclude from the WHAM analysis any run for which

the acceptance rate for the umbrella sampling is less than 0.1,

which occurs in a few cases when the local variation of G(ñ, x̃)
is very steep.

We calculate the G(ñ, x̃) surface only for large values of ñ

in the vicinity of ñ = 80000. Also, as we will see below, the

range of x̃ from which we extract estimates for S and ξ oc-

curs at x̃ > 0.7. Therefore, for the same reasons that justify

Eq. S24, G(ñ, x̃) as calculated here (i.e. for a system with a

planar interface) estimates a section of the G‖(ñ, x̃) surface,

up to an undetermined constant C‖, where G‖ is defined by

Eq. 14. We extract the cut through the G(ñ, x̃) surface at fixed

ño = 80000, which is the one-dimensional function G(ño, x̃).
Using the transformation given in Eqs. S18 and S19, we then

convert G(ño, x̃) to the 1D cut through the FES for G(n,x)
along which n and x vary such that ñ = ño remains constant,

which we denote Go
‖.

We fit Eq. 14 (plus the constant C‖) to our data for Go
‖,

where S, ξ and C‖ are the fit parameters, and where the val-

ues of ∆µAB , ∆µBC , σAB , σBC are fixed to those reported in

Ref. 36. We restrict the fit to data lying near xmin, the value of

x at which the minimum of Go
‖ occurs, since this is the range

of x in which the stripe geometry is most stable and is thus

where Eq. 14 is the appropriate model of the system free en-

ergy. Specifically, we fit using data points for which β Go
‖ < 20

for x< xmin, and for which β Go
‖ < 8 for x> xmin. For the range

of H studied here, we find that xmin varies from 0.88 to 0.94.


