
From AC-STEM Image to 3D Structure: A
Systematic Analysis of Au55 nanocluster

Kusse S. Bersha,† Alejandro Peña-Torres,† and Hannes Jónsson∗,‡,¶

†Science Institute of the University of Iceland, 107 Reykjav́ık, Iceland
‡Faculty of Physical Sciences, University of Iceland, 107 Reykjav́ık, Iceland
¶Department of Applied Physics, Aalto University, FI-00076 Espoo, Finland

E-mail: hj@hi.is

Abstract

Aberration-corrected scanning electron mi-
croscopy (AC-STEM) can provide valuable
information on the atomic structure of nan-
oclusters, an essential input for gaining an
understanding of their physical and chemical
properties. A systematic method is presented
here for the extraction of atom coordinates from
an AC-STEM image in a way that is general
enough to be applicable to irregular structures.
The two-dimensional information from the im-
age is complemented with an approximate de-
scription of the atomic interactions so as to
construct a three-dimensional structure and,
at a final stage, the structure is refined using
electron density functional theory (DFT) calcu-
lations. The method is applied to an AC-STEM
image of Au55. Analysis of the local structure
shows that the cluster is a combination of a
part with icosahedral structure elements and a
part with local atomic arrangement character-
istic of crystal packing, including a segment of a
flat surface facet. The energy landscape of the
cluster is explored in calculations of minimum
energy paths between the optimal fit structure
and other candidates generated in the analysis.
This reveals low energy barriers for confor-
mational changes, showing that such transi-
tions can occur on laboratory timescale even at
room temperature and lead to large changes in
the AC-STEM image. The paths furthermore
reveal additional cluster configurations, some

with lower DFT energy and providing nearly
as good fit to the experimental image.
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In the past few decades, the study of small
metallic nano-clusters has been an active field
of research, in part as a result of the numer-
ous applications in optoelectronics, magnetism
and catalysis.1–3 Knowledge of the atomic scale
structure is a prerequisite for gaining a clear
understanding of cluster properties, as is the
case for any form of matter, and can help to
identify possible future applications. Exper-
imental studies of the atomic scale structure
of nanoclusters have, however, been hampered
by lack of appropriate tools. The aberration-
corrected scanning transmission electron micro-
scope (AC-STEM) technique4,5 has recently be-
come a powerful tool for gaining information
about the structure of nanoclusters and has
thereby opened up new territory in nanoclus-
ter research.6–8 The information extracted from
AC-STEM images has, however, so far mainly
been qualitative and analysis techniques are
needed for systematic, quantitative structural
determination.
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A great deal of AC-STEM measurements have
been dedicated to the study of gold nanoclus-
ters. The analysis of the experimental im-
ages has mainly involved visual comparison
with pre-calculated images for the three regu-
lar structure motifs, i.e. decahedral, icosahe-
dral and cuboctahedral geometries.6,9–13 While
the basic structure of many clusters has been
identified using this technique, there are also
clusters, such as Au55, where the structure does
not fit any of the standard motifs. This is likely
also going to be the case for many multicompo-
nent clusters. Wang and Palmer14 carried out
an extensive study of Au55, and could relate
about half the images obtained to a prediction
made earlier by Garzón et al.15,16 based on sim-
ulations using an empirical potential function.

While the generation of an AC-STEM image
from an assumed structure is typically carried
out using electron scattering calculations,17 Li
et al.6 have shown that the intensity in exper-
imental images of Aun clusters with n≤1500
increases nearly linearly with the number of
atoms. Furthermore, they showed that images
generated from electron scattering calculations
can be reproduced to good approximation with
a simple superposition of a Gaussian-like contri-
bution from each atom in the cluster. This sim-
plifies greatly the simulation of an AC-STEM
image from an assumed atomic structure. For
a given model of the structure, an approximate
simulation of an AC-STEM image for a Au clus-
ter is, therefore, quite simple.

Finding the stable, low energy structures of a
nanocluster theoretically is, however, a signif-
icant challenge. The number of local minima
on the energy surface is typically large and an
exhaustive exploration is not practical even for
relatively small clusters.18–20 While it may be
easy to find some low lying minima, the search
for the global minimum may be impossible and
it is difficult to know whether it has been found
or remains to be seen. This even applies to cal-
culations using simple, empirical potential func-
tions, which have limited predictive power (as
demonstrated below, but for which the pioneer-
ing work of Garzón et al.on Au55 is a notable
exemption), while the more accurate, but still
typically approximate electronic structure cal-

culations, are limited to even smaller clusters
and less exploration.

Several studies have made use of genetic algo-
rithms (GAs) or other optimization algorithms
combined with empirical potential functions or
electronic structure calculations in order to ob-
tain structures of nanoclusters.21–26 A method
tailored to the analysis of AC-STEM data in
particular has been presented by Yu et al.27 who
applied it to a model of a large Au nanoparti-
cle (∼6000 atoms). For such large clusters, the
local ordering of the atoms is the same as in
the crystal and the analysis can be simplified
in terms of positions and intensities of columns
and rows of atoms, as well as surface facets.
However, the structure of smaller Au clusters
can be less regular, increasing the difficulty of
both the search of low energy minima and the
analysis of the experimental image. In fact, it
has been shown recently that the common no-
tion of magic clusters, i.e. cluster that are par-
ticularly stable because they correspond to shell
closings of the ideal structure motifs, does not
hold for Au clusters in the range of 100 to 2000
atoms.28

In this work, a method is presented for the
analysis of AC-STEM images that is applica-
ble to disordered as well as ordered clusters.
An AC-STEM image of a Au55 cluster reported
by Wang and Palmer14 is analyzed using a two
phase optimization method based on an objec-
tive function that includes the discrepancy be-
tween a simulated and the experimental image
as well as an approximate estimate of the en-
ergy of the cluster. In this way, several struc-
tures of Au55 are generated and finally opti-
mized using DFT calculations. Additionally,
the minimum energy path between the various
structural candidates is calculated using DFT
to explore further the potential energy surface
of the system, thereby revealing new local min-
ima on the energy surface and identifying facile
transitions between the structures. A brief ac-
count of a preliminary version of the analysis
method has been published previously.29
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A. Generation of trial struc-

tures

Using the results obtained by Li et al.6 showing
that an AC-STEM image of a Au cluster can be
approximated by a superposition of Gaussians,
the intensity at a given pixel can be described as
a linear combination of intensity contributions
from each of the atoms in the cluster. Thus the
intensity at pixel (i, j) can be written as

Iij(x,y,σ)=

N∑
k=1

A exp

−
(
x′i−xk

)2
+
(
y′j−yk

)2
2σ2

,
(1)

where N is the number of atoms in the clus-
ter with coordinates x= (x1, · · · , xN) and y =
(y1, · · · , yN) projected on a plane parallel to the
image, x′ and y′ are the spatial coordinates cor-
responding to the pixels of the simulated im-
age, and σ and A are the width and height of
the Gaussian peaks. The parameter A is ob-
tained by matching the integrated intensity of
N atoms to the integrated intensity of the ex-
perimental image

A =
1

2πσ2R2N

m∑
i=1

n∑
j=1

I ′ij, (2)

where I ′ is the experimental image, m and n
give the number of rows and columns of pixels
in the image andR is the resolution of the image
in pixels/Å. The unknown parameters of the
model are the atom coordinates and the width,
σ, of the Gaussians. These are estimated by
fitting the simulated image to the AC-STEM
image.

A simple measure of the agreement between a
simulated image and an experimental image can
be obtained as a sum over the squared difference
between the measured, I ′, and calculated, I,
intensity at each pixel

χ2(x,y, σ) =
m∑
i=1

n∑
j=1

(
I ′ij − Iij(x,y, σ)

)2
. (3)

The displacement of the atoms and change in
the Gaussian width in the model that reduces
the discrepancy between the two images most

rapidly can be found by analytically differen-
tiating χ2, see the Methods section, to make
the optimization more efficient. This simple χ2

measure turns out, however, to be less than op-
timal, as shown below.

At this level of approximation, the AC-STEM
image does not give any information about the
z-coordinate of the atoms. Therefore, an ob-
jective function that also includes the energy of
the cluster is included to complement the fit to
the image. An objective function is thus de-
fined as the weighted sum of the pixel-by-pixel
discrepancy and an estimate of the energy of
the cluster as

f(x,y, z, σ) = ωχ2(x,y, σ) + U(x,y, z), (4)

where z = (z1, · · · , zN) corresponds to the z-
coordinates of the atoms, U is the estimated
energy of the cluster and ω is a weight pa-
rameter used to control the relative importance
of the two contributions. The gradient of this
combined objective function then consist of the
gradient of the energy (the negative of the force
acting on the atoms) plus a scaled contribution
from the gradient of χ2. Setting ω = 0 dur-
ing optimization results in pure energy mini-
mization and identifies a low energy structure
but not a fit to the AC-STEM image. On the
other hand, setting ω to a large value results
in pure image fitting providing two-dimensional
images that fit the experimental image well, but
likely correspond to a structure with high en-
ergy. Therefore, by choosing an intermediate
value for the weight, a compromise between im-
age fitting and energy is struck. The energy is
estimated here using the effective medium the-
ory (EMT) potential function,30 which works
well in the present context even though the low-
est energy structure found for Au55 is predicted
to be entirely different from the estimate ob-
tained from the analysis of the AC-STEM im-
age, as shown below. It is important that the
method does not require a highly accurate esti-
mate of the energy, as it mainly serves to con-
trol the nearest neighbor distance between the
atoms and to provide interatomic attraction to
ensure that a compact cluster model is gener-
ated.
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The method for generating the atomic co-
ordinates of the nanocluster consists of two
phases. The first phase starts out by locat-
ing local intensity maxima in the AC-STEM
image. The first atom in the model is then
placed at the location of the highest maximum
and its z-coordinate is arbitrarily given a value
of z = 0. The intensity contribution of this
atom is then subtracted from the experimen-
tal image and a second atom is placed at the
location of the maximum in the reduced image.
The z-coordinate of the second atom, and all
subsequent atoms, is generated randomly be-
tween −10 �A and 10 �A while ensuring a mini-
mal interatomic distance of 2.8 �A. Local mini-
mization of the combined objective function is
performed with a weight of ω = 1000 eV af-
ter the placement of each atom. This process
is continued until the coordinates of a prede-
fined number, N , of atoms has been assigned.
By repeating this process with different random
number seeds, several three-dimensional atomic
structures are generated with (x, y) coordinates
that almost perfectly fit the AC-STEM image,
but have relatively high energy and are slightly
elongated in the z-direction. They serve as in-
put for a structure optimization procedure in
the second phase. The optimal width of the
Gaussians, σ, is determined in this first phase
of the fitting and is kept fixed during the opti-
mization of the structures in the second phase.
Figure 1 shows a comparison between the ex-
perimental image (inset a) and an image ob-
tained by the fitting process described above
(inset b). Horizontal line scans illustrate the ex-
cellent agreement with respect to both the peak
positions and the relative peak intensities.

B. Optimization of the struc-

tures

An optimization of the atomic coordinates of
the cluster generated in the first phase is car-
ried out by minimizing the combined objective
function given by eq 4 with a smaller value of
the weight, ω, on the image. In order to get a
good compromise between the information from
the AC-STEM image and the energy estimate,
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Figure 1: (a) Experimental AC-STEM from
ref.14 and (b) simulated image of a Au55 clus-
ter after the first phase of the fitting proce-
dure, as well as line scans of the intensity (green
for experimental and broken red for simulated).
At this point the energy of the cluster is high
as the z-coordinate of the atoms has not been
optimized, except for local minimization. The
difference between the two intensity profiles is
shown by the blue dotted curve.

a suitable value of ω needs to be determined.
Figure 2 shows the relationship between image
fit and cluster energy for different values of the
weight parameter. When ω is small, the objec-
tive function is dominated by the energy term
and the optimization therefore leads to low en-
ergy structures, but there is not much similarity
between the experimental image and the fit, as
shown in Figure 2 for ω = 0 eV. Conversely,
when ω is large, the simulated image fits well
the experimental image but the resulting clus-
ter structure has relatively high energy and a
rough surface as shown in Figure 2 for ω=1000
eV.

We have used two different methods in the
structure optimization in the second phase.
Given that a value for ω ranging between 100
and 300 eV seems to give a good compromise
between the image fit and the energy, the op-
timizations are carried out for different val-
ues within this range. The two methods used
give roughly the same success rate with similar
computational effort and are briefly described
below, but more details can be found in the
Methods section.
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Figure 2: Relationship between the energy, U ,
of a Au55 cluster and the measure, χ2, of the
fit to an AC-STEM image as a function of the
weight parameter ω (in eV) in eq 4. The axis
on the left and the red curve show the energy
given by the EMT potential function, the axis
on the right and the blue curve show the sum
of squared discrepancy, χ2, between the experi-
mental AC-STEM image (shown in figure 1(a))
and a simulated image. Note the large discrep-
ancy in the image generated from the lowest en-
ergy configuration obtained from the EMT po-
tential, where the local ordering is locally that
of a face centered cubic crystal, but this approx-
imate interatomic potential still suffices for the
present purposes.

A. Optimization via saddle point
searches

This method is based on finding a new lo-
cal minimum on the objective function sur-
face by driving the system through regions of
first order saddle points and then sliding down
on the other side. The method is referred
to as global optimization using saddle traver-
sals (GOUST).31 For every cluster structure ob-
tained in the first stage, multiple saddle point
searches are performed. The minimum mode
following method is used to converge onto the
saddle points.32,33 Afterwards, a displacement
of the system along the minimum mode at the
saddle point is carried out, followed by mini-
mization to slide down to the adjacent mini-
mum. In this way, the system heads down a
funnel in the combined objective function sur-

face, by hopping over barriers, until a minimum
with the lowest value compared to nearby local
minima has been reached.

B. Optimization using a genetic al-
gorithm

Alternatively, a genetic algorithm (GA) is used,
as is commonly done in nanocluster simula-
tions.27,34–37 New structures are generated from
parent structures by crossover and mutations.
To maintain population diversity and guaran-
tee the survival of the fittest, parent structures
are selected with a bias towards configurations
that give low values of the objective function
and have been less frequently selected.

Both of these optimization methods provide
a set of structures that have low values of the
objective function and are thereby candidates
for describing the atomic structure of the clus-
ter. After the GOUST or GA optimization, lo-
cal minimization calculations of the objective
function are carried with the weight parameter
reduced gradually from ω = 100 eV to ω = 50
eV. In this way, the energy of a cluster is grad-
ually reduced while maintaining some level of
a fit to the experimental AC-STEM image. At
this point, the EMT part of the objective func-
tion is replaced by a DFT calculation using the
PBEsol functional to get a more accurate esti-
mate of the energy and a minimization is car-
ried out with ω=50. Since DFT calculations in-
volve significant computational effort, only the
best structures are selected for this final mini-
mization. Finally, the contribution of the AC-
STEM image to the objective function is turned
off, ω=0 eV, and the DFT energy minimized.

Results and Discussion

Figure 3 shows a set of simulated images (la-
beled S1−S5) obtained by fitting an AC-STEM
image reported by Wang and Palmer.14 The
χ2 value shows the sum of squared pixel in-
tensity differences between the simulated im-
age and the experimental one, as defined by eq
3. The main features of the experimental im-
age are reproduced quite well, in particular the
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bright feature in the lower left hand region and
the ring surrounding it. Structure S4 has the
lowest χ2 value. Nevertheless, some shortcom-
ings are also evident, mostly on the right hand
side of the image. The S1 structure, which has
only slightly higher χ2 value, shows some in-
consistencies at the edges of the image. The
simulated image has distinct peaks in the in-
tensity along the edge while the experimental
image is more diffuse in this region possibly be-
cause of large thermal vibrations of the surface
atoms. The reason for such discrepancies can
also be transitions between structures during
the imaging. In the experiments, the tempera-
ture is raised beyond room temperature because
of heating by the electron beam, and obser-
vations of transitions during the imaging have
been reported.13,14,38 This can make it difficult
to obtain close correspondence between any one
cluster structure and an experimental image es-
pecially for such a small and disordered clus-
ter. Considering such limitations, the agree-
ment between these simulated images and the
AC-STEM image can be considered to be ade-
quate.

χ
2 = 0.038

S1

χ
2 = 0.045

S2
χ

2 = 0.040

S3

χ
2 = 0.032

S4

χ
2 = 0.049

S5

Exp

Figure 3: The AC-STEM image obtained from
ref.14 and simulated images, labeled S1-S5, for
five of the Au55 cluster structures obtained from
the two phase fitting process which concludes
with energy minimization using DFT/PBEsol.
The χ2 value is the sum of squared pixel inten-
sity differences between the AC-STEM image
and the simulated image for each structure.

Minimum energy paths

To explore the energy landscape in the vicinity
of the optimal structures, S1 − S5, the mini-
mum energy path connecting the correspond-
ing minima on the DFT energy surface is cal-
culated. The cluster structures are first ordered
according to the average total distance between
the atoms (i.e. the root mean square displace-
ment, RMSD) and the path between adjacent
pairs then calculated using the climbing image
nudge elastic band (CI-NEB) method.39–41 with
atomic forces obtained from DFT. When points
indicating intermediate minima are found along
the path, the corresponding configurations are
relaxed separately to the local minima, thereby
revealing new low energy configurations, S6 −
S11, as can be seen in figure 4. Interest-
ingly, minimum energy structures that are ad-
jacent on the path can give quite different sim-
ulated images, showing that significant struc-
tural changes can take place as the system hops
over a single energy barrier.

Table 1 gives the value of the χ2 measure of
the fit to the AC-STEM image for the vari-
ous structures, as well as the cluster structure
with lowest energy found from the EMT poten-
tial function. Remarkably, the image produced
from the EMT predicted structure ranks rather
high even though it bears no resemblance to
the AC-STEM image. There, the local order-
ing of the atoms corresponds to that of the face
centered cubic (FCC) crystal. It is, therefore,
clear that the χ2 measure of the goodness of
fit as defined in eq 3 is not sufficiently reliable.
This sum over all pixels can be dominated by re-
gions of the image that are not revealing about
the atomic structure. To tackle this, a modi-
fied measure is defined by increasing the weight
of the brighter pixels in the AC-STEM image.
The pixels are ranked according to the intensity
and divided into two equally large groups, the
brighter and the fainter pixels. A weight pa-
rameter is introduced in the pixel-by-pixel dis-
crepancy and equation 3 rewised as

sχ
2(x,y, σ) =

m∑
i=1

n∑
j=1

gij

(
I ′ij − Iij(x,y, σ)

)2
,

(5)
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Figure 4: Minimum energy path between the five optimal Au55 structures, S1 − S5, obtained in
repeated fits of the AC-STEM image. Each blue dot corresponds to a cluster structure (an image)
along the path obtained from the nudged elastic band calculation. New local minima, S6-S11, are
found along the path and the corresponding simulated images are shown below. For comparison,
the AC-STEM image is located above the graph.

where gij = 5 if pixel i, j is among the brighter
pixels, otherwise gij = 1.

Table 1 shows how the ranking of the fits
changes by placing higher weight on the
brighter pixels. In addition to the structures
obtained from the image fit, structures obtained
from the minimum energy path calculation as
well as the Garzón structure (referred to as Gar
for short) and the EMT minimum energy struc-
ture (shown in figure 2) are evaluated. With
the increased weight on the brighter pixels,
a better ranking of the structures is obtained.
The EMT structure is, for example, now ranked
lower than the fitted structures. The Garzón
structure, though, still ranks even lower than
the clearly incorrect EMT structure.

It is clear that the χ2 measure can be deceiv-
ing and that by increasing the importance of
the brighter pixels in the experimental image,
as expressed in eq 5, the ranking becomes more
consistent with visual inspection (see sχ

2 values
in table 1). It is important to find a reliable
numerical measure for the fit and while this in-
crease in the weight of bright pixels clearly is
a step in the right direction, more work xon
this is needed, possibly by making use of tech-
niques developed in signal processing and re-
lated fields. One advantage of the χ2 and sχ

2

measures is that they are differentiable so the
atom displacements that decrease the discrep-
ancy measure can, therefore, be obtained from
the gradient with respect to the atom coordi-
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Table 1: Ordering of several Au55 structures ac-
cording to the level of agreement between the
simulated and AC-STEM image, using the sum
of squared pixel-by-pixel discrepancy measure,
χ2, defined in eq 3 and a revised version where
the brighter half of the pixels in the AC-STEM
image contribute five times more to the sum
than the fainter pixels, sχ

2, as defined in eq 5.
By increasing the weight of the brighter pix-
els, the numerical measure is more consistent
with a visual inspection, lowering, for example,
the rank of the image generated from the EMT
lowest energy structure which clearly does not
correspond well to the AC-STEM image.

χ2 Structure sχ
2 Structure

0.032 S4 0.232 S4
0.038 S1 0.285 S1
0.040 S3 0.305 S3
0.043 EMT 0.311 S5
0.045 S2 0.316 S10
0.046 S10 0.393 S2
0.049 S5 0.441 EMT
0.060 S7 0.591 GAR
0.075 Gar 0.702 S7

nates.
As can be seen from figure 4, a large differ-

ence can be seen between images of structures
that are adjacent on the minimum energy path,
i.e. separated by a single energy barrier. This
occurs because of a concerted displacement of
a large number of atoms. Note that overall ro-
tation of the cluster is suppressed in the calcu-
lations.42 To illustrate this, figure 5 shows the
atomic displacement that take place when S5
transforms to S9. The RMSD between these
structures is around 0.5 Å, and the energy bar-
rier that needs to be surmounted is only 0.17
eV, which means that these kinds of fluctua-
tions can occur frequently during on time scale
of the AC-STEM measurement. Figure 5 shows
a superposition of the S5 structure overlapped
with the S9 structure and the displacement of
each atom between the two is marked. Further
analysis shows that the atoms moving most dur-
ing the transition are located almost exclusively

in the region corresponding to the right hand
side of the image, the region is where the sim-
ulated images differ most from each other and
from the AC-STEM image, as noted above.

In the experimental study of Wang and
Palmer, a time series is reported where the AC-
STEM image changes strongly with time and
they ascribed this to rotations of the cluster.14

There, each experimental image was matched
as closely as possible to the structure predicted
by Garzón et al. by rotating the cluster in small
steps and visually comparing the simulated im-
age to the experimental one. The results pre-
sented here from the minimum energy path cal-
culation show that the structural fluctuations
observed in the experiments may in fact be due
to concerted change in the relative position of
the atoms as the system undergoes a thermally
activated structural transition, even a hop over
just a single energy barrier, rather than rotation
of the cluster.

Table 2 gives the relative energy of vari-
ous cluster structures obtained in the calcula-
tions. For the sake of comparison, the table
also gives results for the high symmetry Au55

clusters such as the icosahedral, decahedral and

Figure 5: Transition between S5 and S9 struc-
tures of the Au55 cluster. Top: Simulated
images as well as the activation energy and
the root-mean-square displacement between the
structures. Bottom: A superposition of the
atomic structures of S5 (blue) and S9 (green).
Black lines connect initial and final positions of
each atom.
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cuboctahedral structures as well as configura-
tions originating from energy minimization us-
ing Gupta function, EMT function and DFT
based tight binding (DFTB).43 All these struc-
tures have been optimized by minimizing the
energy at the DFT level of theory using a small
step size to ensure convergence to the nearest
local minimum. Only minor changes in the
structures occur during the DFT calculation for
the Gupta, EMT, and DFTB structures, and
virtually no structural changes occur for the
high symmetry structures. (Information on the
changes in the atomic coordinates during the
DFT minimization is given in the Supporting
Information, figure S1.)

As one might expect, there is a large differ-
ence in the energy of the various clusters. The
optimal structure found by Garzón et al.16 us-
ing the Gupta potential has the ninth highest
energy of 0.51 eV above the lowest energy struc-
ture. The slightly distorted FCC-type struc-
ture predicted by the EMT potential function
is higher, 1.1 eV. The symmetric icosahedral
(Ico), Ino-decahedral (Dec) and cuboctahedral
(Cub) configurations are the least stable struc-
tures. The difference in the energy of the iso-
mers found here from the fit to the AC-STEM
image is less than 0.75 eV, with the exception
of S4, and the energy barriers between many of
them are small, as can be seen from figure 4. As
mentioned above, the small energy barriers be-
tween the isomers may be overcome by thermal
activation and lead to the superposition of dif-
ferent isomers during AC-STEM imaging. This
could account for smearing of the experimental
image, especially around edges of the cluster.

Table 2: Energy (eV) obtained with
DFT/PBEsol of the Au55 structures gen-
erated relative to the most stable one, S11.
The energy difference between S10 and S11 is
insignificant.

Structure ∆E Structure ∆E Structure ∆E
S11 0.00 S9 0.32 EMT 1.12
S10 0.02 S5 0.41 S4 1.64
S2 0.10 Gar 0.51 Ico 1.71
S7 0.12 S3 0.68 Dec 2.59
S6 0.16 S1 0.71 Cub 3.31
S8 0.18 DFTB 0.87

Structural Analysis

To characterize the atomic ordering of the clus-
ters, the coordination number of the atoms is
calculated and the local environment of pairs
of atoms classified using the common neighbor
analysis (CNA). Also, the electronic density ob-
tained from the DFT calculations is analyzed.
More details about the analyses can be found
in the Methods section.

Coordination Numbers

The coordination numbers of the atoms in the
five cluster structures that best agree with the
AC-STEM image according to the sχ

2 measure
(see table 1) are presented in figure 6. A cutoff
distance of 3.3 Å is used to define neighboring
(i.e. ‘bonded’) atoms. A similar analysis for
other cluster structures is presented in figure
S2 in the Supporting Information. Most of the
clusters show pronounced peaks for coordina-
tion numbers 12, 8, 7, and 6. The exception
is S10, the one with lowest DFT energy, which
has a peak at a coordination number of 11 (the
same is true for the similar S11 structure). The
Garzón structure differs from the structures ob-
tained from the AC-STEM fitting in that it
has higher coordination numbers, in particular
three atoms with a coordination number of 13.
The lower coordination numbers of structures

4 5 6 7 8 9 10 11 12 13
Coordination number
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Figure 6: Top: Coordination numbers for the
five structures that give best fit to the AC-
STEM image according to the sχ

2 measure (see
table 1), as well as the Garzón structure (after
local minimization with DFT/PBEsol). Ver-
tical axis shows number of atoms found with
each coordination number. The cutoff distance
for defining neighbors (‘bonds’) is 3.3 Å.
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obtained here by fitting the AC-STEM image,
and even more so the lowest DFT energy struc-
tures, show that they are less compact than the
Garzón structure.

Common Neighbor Analysis

The CNA method characterizes the local en-
vironment of pairs of atoms by a set of three
integer indices. The first one denotes the num-
ber of atoms that are neighbors of both atoms
in the pair, the second index is the total num-
ber of bonds between the common neighbors,
and the third index is the number of bonds in
the longest continuous chain of bonds between
the common neighbors. Additional information
about CNA can be found in refs.44–46

Table 3 shows the relative abundance of
bonded pairs with the most common CNA in-
dices for the five cluster structures that give
best agreement with the AC-STEM image ac-
cording to the sχ

2 measure (see table 1). Data
on additional structures is provided in the
Supporting Information. The CNA signature
can, in particular, be used to distinguish be-
tween the local ordering in an FCC crystal, as
in the cuboctahedral structure, and the non-
crystallographic, five-fold symmetry icosahe-
dral structure. A distinction between the two
can be made by looking at the number of pairs
of type 421, 422 and 555. The main differ-
ence between these structures is that pairs of
type 421 are abundant in the cuboctahedral
structure but are not present in the icosahe-
dral structure. On the contrary, pairs of type
555 and 422 are abundant in the icosahedral
structure but are not present in the cuboctahe-
dral structure. The Ino-decahedral cluster has
slightly more 422 pairs than 421 pairs, due to lo-
cal hexagonal close pack (HCP) ordering at the
stacking faults. Otherwise, it has similar local
ordering as the cuboctahedral structure. The
544 and 433 pairs are indicative of distorted
icosahedral order as they form when a single
bond is broken in the icosahedron. The sum of
555, 544, and 433 pairs in some of the structures
obtained from the fit to the AC-STEM image
is comparable to the number of 555 pairs in the
perfect icosahedron. For example, the sum of

the 555, 544, and 433 pairs for S10 is 10.5%,
nearly equal to the total number of 555 pairs
in the icosahedral structure, 10.3%. With this
information, it becomes clear that the cluster
structures obtained here from the AC-STEM
image mainly have local atomic ordering that is
characteristic of the icosahedron. Nevertheless,
there is also a significant but smaller number of
421 pairs indicative of local FCC-type ordering
of the atoms.

Figure 7 shows a a histogram of the CNA
pairs. The blue color represents icosahedral
while the red represents local FCC ordering as
in the cuboctahedral structure. The main re-
sult of the CNA is that the Au55 structures
found here from the AC-STEM image have lo-
cal atomic ordering that corresponds mainly to
distorted icosahedral order, but also some that
correspond to local FCC order. The Garzón
structure has similar characteristics15 but it has
more icosahedral order than the structures that
best fit the AC-STEM image.

To illustrate this analysis further, figure 8
shows color-coded configurations of the icosahe-
dral, cuboctahedral and S10 structures. Even
though the S10 structure appears to be highly
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Figure 7: Histograms of various CNA pairs for
selected structures. The color code is chosen
to distinguish between icosahedral local order
(blue) and FCC-type local order (red). CNA
indices with small relative abundance are in-
cluded as ‘others’.

10



Table 3: Relative abundance of selected CNA pairs (in %) for the five structures that give best
fit to the AC-STEM image according to the sχ

2 measure (see table 1). For comparison, the CNA
pairs for Garzón, icosahedron, EMT, cuboctahedron and Ino-decahedron locally minimized with
DFT/PBEsol are also given. Indices with small relative abundance, such as 444, are ignored.

CNA index S1 S3 S4 S5 S10 Gar Ico EMT Cub Dec

211 3 9 3 4 2 4 0 9 33 18
311 31 28 31 31 27 27 26 37 11 14
322 24 12 21 17 21 24 26 0 0 9
421 2 6 4 1 3 3 0 44 56 23
422 17 6 14 13 11 21 38 0 0 30
433 6 9 4 8 6 4 0 0 0 0
544 2 3 3 4 2 2 0 0 0 0
555 3 1 2 2 3 4 10 0 0 2

(b)(a) (c)

Figure 8: Au55 structures with atoms colored
according to three of the CNA pairs: 421, 422
and 555. (a) cuboctahedral (Cub), (b) Icosa-
hedral (Ico) and (c) S10 structure. Blue atoms
are involved in 421 pairs, yellow atoms are in-
volved in 422 and 555 pairs, magenta atoms are
involved in 421 and 422 pairs (a characteristic of
local hexagonal close pack ordering, HCP). Red
atoms are characteristic of local FCC ordering,
where 421 pairs are formed but not 422 pairs.
White atoms are involved in all three types of
pairs, 421, 422 and 555, and gray atoms are not
involved in any of those three.

disordered, it presents mostly an icosahedral-
like structure with just a few atoms contain-
ing pairs related to local FCC ordering. Every
atom in the cuboctahedral structure forms at
least one 421 bonded pair but no 422 or 555
pair. Every atom in the icosahedral structure
forms at least one 422 and one 555 pair but
no 421. In the S10 structure, the majority of
atoms have at least one 555 and one 422 pair,
but some atoms are involved in 421 pairs. These
three types of pairs, 421, 422 and 555, can be

Figure 9: Color coding of the atoms in the Au55

structures S1−S11 according to the local envi-
ronment characterized by the three CNA pairs,
421, 422 and 555, as in figure 8. The minimum
energy path connecting the structures is also
shown (as in figure 4). Local energy minima
and saddle points are represented by black and
white circles, resp.

used to classify the local atomic ordering in the
core of the cluster, but the outer shell atoms are
mainly involved in pairs with lower CNA index.

The evolution of the local atomic ordering
along the minimum energy path connecting
structures S1 − S11 is shown in figure 9. The
color scheme is the same as in figure 8, based on
the three types of pairs that describe well the
different types of local ordering (i.e. 421, 422
and 555). Structures S1, S7, S8 and S9 in fig-
ure 9 are predominantly yellow, indicating local
icosahedral ordering. Again, it can be seen how
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different two structures can be even if they are
separated by only a single low energy barrier. A
transition involving a hop over a single energy
barrier changes the local environment of several
atoms. The structures obtained for the Au55

cluster by fitting the AC-STEM image can be
described as ‘Janus’ structures in that they have
a part that corresponds to icosahedral structure
and another part that exhibits local order char-
acteristic of the FCC crystal. The cluster has
two regions, each corresponding to one of these
two incompatible structural motifs.47

Electronic density

The DFT calculations also give valuable infor-
mation about the electronic structure of the
cluster. A surprising feature is that the elec-
tron density shows regions of low density in be-
tween the surface layer of atoms and the inner
core of the cluster. This is particularly notable

(a) (b)

(c)

Figure 10: Electron density isosurface shown in
red in (a) and (c) for S10 and Garzón struc-
tures, resp. The isosurface level rendered cor-
responds to 0.1 e Å−3. This highlights cavities
in the electron density between the core of the
cluster and the surface shell. In (b) and (d) the
the atoms forming a flat surface facet in the
S10 structure are colored in dark red. The two
figures correspond to different viewing angle.

for the lowest energy structures, such as S10 as
shown figure 10(a). The presence of such cav-
ities has been noted previously and discussed
in terms of compaction of the surface layer.43

A more detailed inspection shows that out of
the three largest cavities in the structure, two
of them are below a flat facet of the cluster.
Figure 10(b) shows S10 with a view directly on
this flat facet where the atoms constituting it
have been highlighted. The atoms are arranged
as in a close packed layer, indicating local FCC
order. While such cavities in the electronic den-
sity are also present in the DFT relaxed Garzón
structure (figure 10(c)), they are significantly
smaller, consistent with a more compact pack-
ing of the atoms. Figure 10(d) shows an orien-
tation of S10 where the flat facet consisting of
10 atoms can be seen clearly.

Conclusion

To summarize, a method is presented for per-
forming systematic analysis of experimental
AC-STEM images and it is applied to the Au55

cluster to obtain a set of structures that fit an
AC-STEM image quite well. A more detailed
fit may be impossible in this case as the struc-
ture of such a small and disordered cluster may
easily be changing during the AC-STEM mea-
surement. The first phase of the method cor-
responds to the extraction of (x, y) coordinates
of the atoms by placing a Gaussian representing
the contribution of each atom to the image, and
assigning a z-coordinate using a random num-
ber generator to construct a three-dimensional
structure. Local optimization of the structure
is carried out after the placement of each atom
using an objective function that combines pixel-
by-pixel fit to the image and an approximate
energy function to represent the interaction be-
tween the atoms. Then, after generating sev-
eral such trial structures using different ran-
dom number seeds, an optimization is carried
out using either GOUST or GA algorithm. An
EMT energy function was used in the objective
function rather than DFT to keep the computa-
tional cost low. Even though the lowest energy
structure predicted by the EMT potential is in-
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consistent with the experimental image, it has
turned out to be adequate as a component in
the objective function. It only serves to give a
rough estimate of the distance between neigh-
boring atoms and an attraction to ensure com-
pact structure. Finally, the optimized struc-
tures are relaxed using electronic structure cal-
culations based on DFT. A simple numerical
measure for the goodness of fit generated as a
sum over pixel-by-pixel squared intensity dif-
ference turns out be useful for fine adjustments
in the cluster structure, but does not eliminate
well enough images that differ strongly from
the target image. A revised measure where the
weight of bright pixels is increased fivefold is
found to work better in such cases.

The potential energy surface in the vicinity of
the best fit structures is characterized by calcu-
lating the minimum energy path connecting the
local energy minima. This reveals the presence
of several new, adjacent local minima, some
with lower energy and nearly as good fit to the
AC-STEM image. Transitions between neigh-
boring structures along the minimum energy
path can in some cases occur readily by thermal
activation and a hop over a single energy bar-
rier typically involves concerted displacement
of several atoms. This rearrangement of the
atoms can lead to large changes in the simu-
lated AC-STEM images and could shed light on
the structural fluctuations observed in the AC-
STEM experiments. They have been attributed
to rotations of the cluster, but from the calcula-
tions presented here it is evident that they are
more likely due to concerted displacements of
several atoms that may even involve a hop over
a single energy barrier. Given that some of the
calculated energy barriers between the struc-
tures are small, the corresponding transitions
could be fast on the time scale of the experi-
mental measurements, so the measured images
may be a superposition of two or more struc-
tures, making a perfect fit with any one struc-
ture impossible in this case.

The CNA structural analysis performed re-
veals that the structures obtained can be de-
scribed as ‘Janus’ type clusters, where a part
of the structure has local icosahedral ordering
of the atoms and the other part has local order

characteristic of the crystal. This is also man-
ifested by a flat surface segment corresponding
to a close-packed layer of atoms, characteristic
of the ordering of atoms in the crystal.

Coordinates of the cluster structures dis-
cussed here are listed in the Supporting Infor-
mation.

Methods

Minimization of the χ2 measure. An im-
portant aspect of the analysis method presented
here is systematic optimization of the atom co-
ordinates as well as the width parameter in
the Gaussian representing the signal originat-
ing from each atom. Using the χ2 measure,
the steepest descent direction for reducing the
discrepancy between a simulated and a mea-
sured image can be obtained by differentiating
χ2. Using Iij = Iij(x,y,σ) and χ2 = χ2(x,y,σ)
to shorten the notation, the partial derivative
of χ2 with respect to the x-component of atom
k can be written as

∂χ2

∂xk
= −2

m∑
i=1

n∑
j=1

(
I ′ij − Iij

) ∂Iij
∂xk

, (6)

with

∂Iij
∂xk

=
1

σ2
(
x′i − xk

)
Iij(xk, yk, σ). (7)

Substituting eq 7 into eq 6 and using I
(k)
ij =

Iij(xk,yk,σ), the x-component of the steepest
descent vector for atom k is

∂χ2

∂xk
= − 2

σ2

m∑
i=1

n∑
j=1

(
I ′ij − Iij

) (
x′i − xk

)
I
(k)
ij . (8)

Similarly, the y-component of the steepest de-
scent vector for atom k is

∂χ2

∂yk
= − 2

σ2

m∑
i=1

n∑
j=1

(
I ′ij − Iij

) (
y′j − yk

)
I
(k)
ij , (9)

and the σ-component of the gradient vector is

∂χ2

∂σ
=− 2

σ3

m∑
i=1

n∑
j=1

(
I ′ij−Iij

)((
x′i−xk

)2
+
(
y′j−yk

)2)
Iij .

(10)
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It is important to note that Iij = Iij(x,y, σ)
in the above equations represents the intensity
from all atoms whereas I

(k)
ij = Iij(xk, yk, σ) rep-

resents the intensity from atom k only.
GOUST Algorithm. The method is based

on finding new local minima of the objective
function by identifying first order saddle points
(SPs) on the objective function surface start-
ing from a given local minimum and then slid-
ing down to adjacent local minima on the other
side of the SP. The method is implemented in
the EON software48 and a more detailed expla-
nation of the method can be found in refs.31,49

To minimize the objective function given in eq
4, the first step is to perform local minimiza-
tion starting from some value of the parameters
(i.e. atom coordinates and Gaussian width) so
as to make sure that the search for saddle points
will start from a local minimum. In this and
other energy minimization calculations carried
out here, the velocity projection optimization
(VPO) method50 is first used until the mag-
nitude of atomic forces has dropped below 0.5
eV/Å, and then convergence to 0.01 eV/Å is ob-
tained with the BFGS51,52 method. After a lo-
cal minimum has been reached, a slight change
in the parameter values (here atom coordinates
and Gaussian width) is made, as in the adap-
tive kinetic Monte Carlo method.53 The set of
new values serves as a starting point for the SP
searches. A climb up the objective function sur-
face to a SP is carried out using the minimum
mode following method.32,33 After reaching a
SP, a displacement along the minimum mode
vector is made followed by local minimization
to get to the adjacent minimum. For a given
local minimum, several SP searches are carried
out in order to find several surrounding SPs and
adjacent minima. Finally, from the list of local
minima found in this way, the ones with the low
value of the objective function are selected and
a new searches for SPs carried out from there.
The process is repeated until the system reaches
a local minimum of the objective function that
is lower than any of the nearby local minima.
In this way, the system is taken down a funnel
on the objective function surface.
Genetic Algorithm. A genetic algorithm

(GA) implemented in the Atomic Simulation

Environment (ASE)54,55 is used. The start-
ing configurations were generated by the fitting
process in the first phase. During the GA evo-
lution, new structures are generated either by
crossover or mutation. In the case of crossover,
two structures are selected from the population
and an offspring is produced through the pair-
ing of the parent structures. Crossover is car-
ried out 75% of the time using the cut-splice
algorithm.56 To maintain population diversity,
mutation is performed 25% of the time. Dur-
ing a mutation a cluster is selected and a new
structure is generated by randomly displacing
the atoms by a distance that ranges from 0
to 1.5 �A. The new structure undergoes local
minimization of the combined objective func-
tion and the population is updated so that it
always contains the best 20 unique structures.
The loop is repeated until 2000 structures have
been tested.
DFT Calculations. The DFT calculations

are performed using the PBEsol functional ap-
proximation57 and a plane-wave basis set with
a kinetic energy cutoff of 250 eV. The choice
of this functional is motivated by recent stud-
ies where PBEsol is found to be more accurate
than other generalized gradient approximation
functionals for small gold clusters.58 The calcu-
lations are performed in a cubic simulation box
of length 25 �A on each side. Gaussian smearing
is used with a width of 0.1 eV. Spin polarization
is not included. The Vienna ab initio simulation
package (VASP) is used in these calculations.59

CI-NEB Calculations. The minimum en-
ergy path between structures S1-S5 is calcu-
lated using the CI-NEB method.39–41 Six inter-
mediate images are used to provide a discrete
representation of the path. The image depen-
dent pair potential (IDPP) method60 is used to
generated an initial path from which the CI-
NEB optimization is carried out. To avoid ro-
tation of intermediate images, the RT-NEB al-
gorithm is used.42

Preparation of AC-STEM Image. The
experimental AC-STEM image used in this
work is adapted from figure 3(a) in ref.14 Based
on the scale bar presented in the image, a box
of size roughly 2.5 nm by 2.5 nm containing the
cluster is cropped from the figure. Although
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the image had been processed by the authors to
remove noise and enhance image quality, some
noise is still visible in the vicinity of the cluster,
especially around the edges. For example, small
bright spots spatially separated from the main
cluster can be seen in the image. These are indi-
cated by red circles in figure S3 in the Support-
ing Information. These isolated features and
small intensity patches around the edges are
not considered as part of the cluster and are
removed from the image. Finally, Gaussian av-
eraging of the pixel intensity is used to generate
the AC-STEM image shown in figures 1-3.
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