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Abstract:  

Current wireless systems are experiencing unprecedented pressure that could be relieved by 

shifting carrier frequencies towards the terahertz spectrum. Yet, components are required to 

enable spectrally efficient communications at such high frequencies. Recently, the photonic 

crystal platform has been shown to enable signal processing at the chip-scale. Similarly, leaky-

wave antennas were used to generate highly directional THz beams. Here, we combine photonic 

crystals with leaky-wave antennas. Practically, we propose to use an array of cylinders 

sandwiched between two plates, and we demonstrate a bandgap in the 250-350 GHz range by 

judicious geometric design. We introduce a linear defect in the crystal by removing a row of 

cylinders, allowing to guide the THz beam. Then, a careful study of the relation dispersion of 

the guided mode shows that its propagation constant is larger to that of free space. This allows 

the mode to efficiently outcouple when a thin aperture slot is introduced above the defect. We 

numerically demonstrate that the far-field diffracted beam can cover a wide angular range from 

30 to 90 degrees. Finally, we show how the photonic crystals can be further engineered to 

enable coverage in two opposite angular directions. 

 

1. Introduction 

Current network systems are experiencing unprecedented pressure to keep up with the ever-

increasing demand [1]. In the past couple of years, extensive research has been undertaken into 

the possibility of exploiting carrier frequencies in the terahertz band (0.1 – 10 THz) for wireless 

communications [2]. There, wide bandwidths allow ultra-high-speed data transmission in the 

order of Gbit/s [3–5]. However, working at such high frequencies brings its set of challenges. 

One of the issues is free-space path loss (FSPL) which can be as high as ~80 dB at 300 GHz 

for a 1-m distance. One of the strategies to counter these high losses is to use antennas that can 

generate highly directional beams, such as leaky-wave antennas. 

Leaky-wave antennas have been thoroughly studied in the microwave range for many years 

now [6–9]. It is only recently that they have been proposed to address the challenges associated 

with THz communications, including FSPL [10]. The simplest leaky-wave antenna is made of 

a slot cut along the length of a waveguide. As the wave propagates at the slot interface, it 

emerges from the waveguide at a frequency-dependent angle. The produced rainbow has been 

demonstrated for many applications in the THz range, including beam steering [11,12], 

frequency-division multiplexing [13,14], link discovery [15], radar [16,17] and THz 

identification tag [18].  

Furthermore, another crucial consideration when designing THz communication 

components is how to accommodate basic signal processes – e.g., filtering, modulation, and 

multiplexing as well as free space coupling – in an efficient and integrated manner. This is 

needed to achieve multilevel modulation schemes and multiplexing schemes that can maximize 

spectral efficiency. With these design perspective and paradigm in mind, great efforts have 

been applied to develop terahertz-wave platforms on which waves can be manipulated with 

sufficient confinement and efficient interaction. Up to date, several types of configurations 



based on different operation principles have been proposed and reported, some of these 

platforms include metamaterials [19], resonant cavities [20], as well as photonic crystal 

structures [21–23].  

In particular, photonic crystals provide a versatile platform for wave manipulation and signal 

processing for THz communications. In fact, photonic crystals have been extensively studied 

as photonic components to guide and manipulate optical signals in light-wave regions over the 

last few decades. In general, photonic crystals are artificial periodic structures that control the 

propagation of light, similar to electrons being affected by ionic lattices. Through a judicious 

design of the geometry and material properties of their constituents, photonic bandgap may 

arise in the band diagram. One can then force light to propagate in any given direction by 

introducing a defect in the geometry. In the past several years, several types of THz photonic 

crystal waveguides have been proposed [24], including Bragg waveguides [25–27] and 

hyperuniform disordered waveguides [28] in the context of propagation [29,30] and 

sensing [31,32]. It is only recently that waveguides have been studied for application in 

communications [33,34]. However, most of these waveguides are designed to confine radiation 

throughout their length, which can be considered as unidimensional dimensional THz 

communication link. To develop compact components for diverse THz manipulations – e.g., 

multiplexing and routing of terahertz waves – photonic crystal waveguides can be implemented 

in the planar form (i.e., 2D photonic slab). For example, Withayachumnankul et al [aa] reported 

a photonic slab with a hexagonal array of air holes for the efficient guiding and manipulation 

of THz waves [35]. By introducing a line defect in the periodicity, a waveguiding structure is 

created. The clad region around the defect region provides the bandgap effect and results in 

wave confinement in the in-plane dimensions. Meanwhile, total internal reflection prevents 

radiation leakage into free space in the vertical direction. With such configuration, frequency-

division triplexer has been realized on the photonic crystal platform experimentally.  

Although various configurations of 2D photonic crystal slabs have been reported in the 

terahertz-wave region [23,36–38] for different manipulations, none of these studies focus on a 

detailed design of antennas based on photonic crystal slabs. Antennas are vital for coupling the 

guided waves in the photonic crystal to the free space waves, which is of significant importance 

in order to realize THz wireless communications.  

In this work, we propose to use a photonic crystal platform for the development of THz 

leaky-wave antennas. Here, we demonstrate how one can design a photonic crystal waveguide 

to leak radiation in a controlled manner. We begin by designing a photonic crystal made of an 

array of alumina cylinders sandwiched between two metallic plates. Then, we introduce a linear 

defect by removing a row of cylinders, and we show how the wave propagates in the defect. A 

closer look at the relation dispersion of the defect mode reveals that its wavevector is located 

in the radiation region, that is 𝛽 > 𝜔/𝑐. This realization then allows us to efficiently leak the 

energy out of the waveguide by the cutting a thin slot on the metallic plate right above the linear 

defect. We then show how the radiation angle evolves as a function of the frequency.  

Fig. 1a depicts the schematic of the proposed photonic crystal. It is made of an array of 

alumina cylinders (refractive index of 3.05 [39]) embedded in air and distributed on a square 

lattice with a lattice constant of 388 µm. The cylinders have diameters of 120 µm and heights 

of 300 µm. They are sandwiched between two metallic plates. Fig. 1b shows the calculated 

band diagram of the resulting photonic crystal. As it can be seen, this geometry opens a bandgap 

at 300 GHz with a bandwidth of ~95 GHz (Δ𝜈 𝜈0⁄ = 32%). This means that a device made 

with this geometry would essentially act as a filter and block the transmission of waves located 

in the bandgap. This is shown in Fig. 1c where the crystal is excited with a planar wave of 

frequencies of 240 GHz, 300 GHz and 380 GHz, respectively below, inside and above the 



bandgap. As can be seen, the wave located in the bandgap cannot propagate, while it propagates 

when its frequency is located either below or above the bandgap. 

 

 

 
 

Fig. 1. (a) Schematic of the photonic crystal unit cell. (b) Band diagram of the photonic crystal. The bandgap 

is shown in red. (c) Propagation of waves in the photonic crystal for 3 frequencies below, inside and above 

the bandgap, respectively 240 GHz, 300 GHz and 370 GHz. 

 

Next, we introduce a linear defect by removing one row of cylinders in the photonic crystal. Fig. 2a 

shows the resulting relation dispersion for 𝑘𝑥, i.e. in the Γ → X direction. As can be seen, a unique defect 

mode exists in the bandgap (green curve in Fig. 2a). Fig. 2b shows that the electric field distribution of 

the defect mode is polarized in 𝑧 (parallel to the cylinders). As expected, it is mainly localized in the 

defect (the missing row). Therefore, when THz waves of vertical polarization are injected at the input 

port, they will follow the defect in the crystal. This is shown in Fig. 2c for linear and L-shaped defects. 

 

 

 
 

Fig. 2. (a) Dispersion relation in the Γ → X direction when a defect is introduced in the photonic crystal. The 

green curve is the defect mode located in the bandgap (red box). The dotted line is the light line 𝑘𝑥 = 𝜔/𝑐 

that delimits the radiating region (top) from the non-radiating region (bottom). (b) Distribution of the electric 

field amplitude for the defect mode. Most of the field is located in the defect. (c) Examples of waveguiding 

using a linear straight defect (top) and a L-shaped defect (bottom).  



 

From the relation dispersion of Fig. 2a, we note that the defect mode is in the radiation region i.e., its 

wavevector is above the light line and follows the inequality 𝛽 > 𝜔/𝑐. This means that this mode can 

directly outcouple in free space by phase matching. This can be done by simply introducing a thin linear 

slot in the metal plate right above the defect. This is shown in Fig. 3a at 300 GHz for a slot width of 

0.2 mm (𝜆/1.5). There, the radiation peaks at an angle 𝜃 defined with 𝜃 = acos(𝛽/𝑘0), where 𝑘0 is the 

free space wavevector, meaning that 𝜃 is also a function of the frequency. The radiation pattern is shown 

in Fig. 3b. As expected, the numerically calculated radiation pattern follows well the angle that can be 

derived from the phase matching condition (white curve in Fig. 3b). 

 

 

 
Fig. 3. (a) 3D far-field radiation pattern (power) when a slot is introduced in the metal plate right above the 

linear defect. (b) The radiation pattern as a function of frequency, and (b) for different frequencies. 

 

Finally, we demonstrate the ability of the photonic crystal platform to engineer the far-field radiation 

pattern. For that purpose, we design a photonic crystal where cylinders have been removed to create a T-

junction. The resulting electric field after exciting the waveguide with a vertical polarization is shown in 

Fig. 4a and follows the shape of the defect. Then, two slots are cut above the T-junction. Because the 

wave propagates in counter directions inside the waveguide, it outcouples at two different angles ± 𝜃, 

also given by the phase matching condition (Fig. 4b). 

 
Fig. 4. (a) Electric field distribution in the T-junction after exciting the photonic crystal with a vertically 

polarized beam. (b) Resulting far-field pattern (power). 

 

 

 

Conclusion 

In conclusion, we demonstrated a photonic crystal leaky-wave antenna operating at THz frequencies. 

The photonic crystal was designed with an array of alumina cylinders sandwiched between two metallic 

plates. A defect was introduced by removing a row of cylinders, effectively creating a path for light to 

propagate. The resulting defect mode being located in the radiation region, the simple introduction of a 

thin slot on the metallic plate right above the linear defect allows to efficiently outcouple the wave in 



free space. We showed that the radiation pattern peaked at the frequency given by the phase matching 

condition between the propagating wave and the free space wavevector. Finally, we showed the versality 

of the photonic crystal platform by creating a T-junction, which allowed to output the wave in two 

opposite directions. This work is a first step towards the effective engineering of THz far-field radiation 

patterns using the photonic crystal platform. 
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