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We present a method to separate coherent and incoherent contributions of cathodoluminescence
(CL) by using a time-resolved coincidence detection scheme. For a proof-of-concept experiment, we
generate CL by irradiating an optical multimode fiber with relativistic electrons in a transmission
electron microscope. A temporal analysis of the CL reveals a large peak in coincidence counts for
small time delays, also known as photon bunching. Additional measurements allow us to attribute
the bunching peak to the temporal correlations of coherent CL (Cherenkov radiation) created
by individual electrons. Thereby, we show that coincidence measurements can be employed to
discriminate coherent from incoherent CL and to quantify their contribution to the detected CL
signal. This method provides additional information for the correct interpretation of CL, which
is essential for material characterization. Furthermore, it might facilitate the study of coherent
electron-matter interaction.
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I. INTRODUCTION

In recent years, cathodoluminescence (CL) developed
to be a powerful tool to characterize optical properties
of materials with subwavelength spatial resolution [1, 2].
In general, CL is light in the optical spectral range emit-
ted from a material under electron irradiation. Various
different physical processes can lead to CL [3], which are
divided into two main classes: incoherent and coherent
CL. The incoherent form of emission involves spectro-
scopic/quantum mechanical transitions, which are ex-
cited by the incoming electron beam and subsequently
decay by emitting a photon. Thus, there is no phase re-
lation between the emitted light and the excitation, and
the light is typically unpolarized and isotropic. Promi-
nent examples for incoherent CL are band edge emis-
sion or emission from defect states [3]. The second class
of CL, referred to as coherent CL, arises directly from
the electric polarization of the sample due to the time-
varying electromagnetic near-fields of the passing elec-
tron. As a consequence, the emitted light is strongly
polarized and its phase is linked to the incoming elec-
tron [3]. Coherent CL includes e.g. transition radiation
[4, 5], the Smith-Purcell effect [6], radiative plasmon de-
cay [7] and Cherenkov radiation [8].
Since their physical origin is different, incoherent and
coherent CL carry complementary information about
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the sample. For example in material science, CL spec-
tra are often used to determine characteristic optical
resonances and transitions of a given sample. However,
if several radiative mechanisms are involved, it is often
hard to identify certain spectral properties. Especially,
if subtle spectroscopic features of the incoherent CL are
overlaid by massive coherent CL background, the quali-
tative and quantitative analysis becomes difficult, often
requiring additional reference measurements. Hence,
reliable schemes to separate coherent from incoherent
CL are of great interest in many cases. Angle-resolved
CL spectroscopy can be used to separate fundamental
CL processes by their characteristic angular emission
distributions as well as polarization [9, 10]. But, such
angle-resolved measurements are not always possible, in
particular for transmission electron microscopy (TEM)
due to spatial constraints [11]. In addition, the electron
energy-dependence of the CL spectra was recently used
to distinguish coherent and incoherent CL in a TEM
[12].
Another way to distinguish CL contributions can be re-
alized by examining the temporal correlations between
the photon emission processes. Time-resolved coinci-
dence measurements are widely used in physics, in par-
ticular in particle physics [13], astrophysics [14] as well
as in modern optics and quantum optics [15–19]. In
recent years, time-resolved CL techniques have been in-
troduced to electron microscopy. This allowed to deter-
mine the lifetime of sample excitations created by the
probing electrons [20–26]. So far, these studies exclu-
sively concentrated on the properties of incoherent CL.
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Figure 1. CL-TEM setup. (a) Electrons impinge on the
core of a multimode (MM) fiber normal to the fiber end face.
If the electrons surpass the speed of light in the fiber, they
can induce Cherenkov photons on a cone with an angle θCh.
For emission angles smaller than the critical angle of total
internal reflection between the core and the cladding the
light will be guided in the fiber. (b) The multimode fiber is
bend by 90◦ and mounted on a custom sample holder tip. (c)
The fiber exits the TEM and the output is connected either
to a fiber-based Hanbury Brown–Twiss interferometer (see
main text) or to an optical spectrometer.

In the here presented study, we focus on the temporal
correlations of coherent CL, in particular Cherenkov ra-
diation.

II. THEORY OF CHERENKOV RADIATION
AND COINCIDENCE COUNTING

Cherenkov radiation is emitted when a charged parti-
cle (e.g. an electron) passes through or next to a dielec-
tric medium at a speed greater than the phase velocity
of light in that medium. For sufficiently long interaction
lengths, the emitted Cherenkov photons are confined to
the surface of a cone with vertex angle θCh (see Fig. 1a),
defined by [8]

cos θCh =
1

βn
, (1)

where n is the refractive index of the dielectric and β =
v/c is the velocity of the particle v divided by the speed
of light c. The photon generation probability pCh, per
unit wavelength for a given interaction length L and
wavelength of the emitted light λ, can be calculated
with [3]

dpCh

dλ
=

e2L

2ε0c~λ2
sin2 θCh , (2)

where e is the electron charge, ~ the reduced Planck
constant and ε0 the vacuum permittivity. From Eq. (2)

it is evident, that a threshold velocity v > c/n must be
exceeded to generate Cherenkov radiation.
Since the generation of CL photons is a stochastic pro-
cess, there is a finite probability of generating more than
one photon per electron. For coherent CL the photons
must be generated within a time interval limited by the
transit time of the electron ttrans = L/v. For a inter-
action length of several µm and typical electron veloc-
ities in TEMs (∼ 0.7c at 200 kV acceleration voltage),
ttrans is on the order of femtoseconds, thus imposing
extremely strong temporal correlations on photons in-
duced by the same electron. For the generation of inco-
herent CL the situation is different: When electrons ir-
radiate a sample, the probability to stimulate more than
one excitation, that will subsequentially lead to incoher-
ent CL, is also non zero. The emission of the photon
will, however, occur within the characteristic lifetime
tlife of the excitation. For typical samples, tlife � ttrans
(e.g. nitrogen vacancies in diamond ∼ 20 ns [22], de-
fect centers in hexagonal boron nitride ∼ 1 ns [22], or
defects in silica ∼ 5-5000 µs [27]). Thus in many set-
tings, the incoherent multi-photon contribution will add
to the uncorrelated photon background. Most impor-
tantly, the distinct time scales enable the discrimination
of coherent from the incoherent CL, when studying the
temporal correlations in a coincidence experiment.
In the following, let us consider a coincidence measure-
ment of our CL signal using two channels, similar to
the setup shown in Fig. 1c. In general, the total photon
generation probability per electron has a coherent and
incoherent CL contribution p = pcoh + pin. The count
rate at detector k ∈ {1, 2} is then given by

rk = αk p i , (3)

where e · i is the electron current and αk is the sin-
gle photon detection efficiency of the respective arm,
which comprises the collection efficiency, transmission
losses and the quantum efficiency of the detector. For
uncorrelated events the coincidence rate follows Poisso-
nian statistics and is therefore the same for any delay
τ . Given a certain time binning (resolving time) ∆t the
coincidence rate can be approximated by [13]

Rτ ≈α1α2 p
2 i2 ∆t = (4)

α1α2 (p2coh + 2pcohpin + p2in) i2 ∆t .

We can identify contributions from having two uncor-
related coherent photons (i.e. generated by different
electrons), one coherent and one incoherent photon and
two incoherent photons. In contrast, the coincidence
rate stemming from two correlated coherent CL pho-
tons generated by the same electron only contributes to
coincidences at t = 0 and is given by

R0 =α1α2 p
2
coh i . (5)
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For a given measurement duration T , the number of
coincidences can be obtained by multiplying the rates
with the duration, i.e. Nl = RlT for l ∈ {0, τ}. From
Eq. (4, 5) we directly see that the number of acciden-
tal coincidence counts depend linearly on time bin size
∆t and quadratically on the electron current, while the
correlated coincidences are a linear function of the cur-
rent.
Photon detection setups exhibit a finite timing reso-
lution. When the time binning is much smaller than
this value, the correlated coincidence counts are not re-
stricted to a single time bin. Consequently, the central
coincidence peak will broaden and its height will de-
crease by a shape factor f [25].
To study the photon statistics of a given light field, the
second-order autocorrelation function, g(2)(τ), which
provides information about intensity correlations, is of-
ten considered [28]. It can be obtained from a coinci-
dence measurement by normalizing the coincidence his-
togram with respect to the value at very large delay, i.e.
τ � 1. Of particular interest is g(2) for zero time de-
lay, which can be interpreted as the likelihood of having
two photons at the same time. For light with Poisso-
nian statistics, such as laser light, g(2)(τ) = 1 for any
τ . Consequently, g(2)(0) > (<)1 indicates super-(sub-)
Poissonian statistics often referred to as (anti)bunching.
For our setting, the second order correlation function for
zero time delay reads

g(2)(0) = 1 +R0/(f Rτ ) . (6)

III. EXPERIMENTAL SETUP

In order to demonstrate our proposed method, we
generate coherent CL (Cherenkov radiation), as well as,
incoherent CL (from point defects) in silica using rela-
tivistic electrons in a TEM. The experiments are per-
formed using a FEI Tecnai G2 20 TEM, equipped with
a LaB6 electron gun, in combination with a custom-
made sample holder, that allows to feed through optical
fibers. This enables us to efficiently guide photons that
are generated by the sample out of the microscope (see
Fig. 1c). There, the temporal correlations of the light
are recorded using a fiber-based Hanbury Brown and
Twiss (HBT) interferometer. For the HBT setup, the
output-fiber is coupled to a fiber beamsplitter (Thor-
labs, TM105R5f1B) and connected to two single photon
detector modules (SPDM; Laser Components, COUNT
T). The signal is then recorded and correlated using
a time tagging unit (Swabian Instruments, Time Tag-
ger Ultra). The detector and the time tagger exhibit
∼500 ps and 49 ps timing jitter, respectively. This
yields a lower bound for the resolving time of coinci-
dence counts for our detection system of ≈ 1 ns, mainly
limited by the jitter of the photon detectors. We reach
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Figure 2. Coincidence counts recorded within 240 s as a
function of the time delay between two consecutive photon
detections, histogramed with a binning of 125 ps, for a high
tension of 200 kV and an electron current of 40 pA. The
coincidence counts can be translated into the second order
correlation function g(2) by normalization. Inset: g(2)(0)
measured as a function of the electron current. The solid
line is a quadratic fit according to Eq. (6).

a background count level below 400 cts/s on each de-
tector by thoroughly covering all light sources and the
bare fibers. The fiber-coupled light can also be sent
onto an optical spectrometer (Gatan, Vulcan) via a fiber
beamsplitter. While one port is connected to the spec-
trometer, the second one is connected to a single pho-
ton detector to monitor the photon count rate during
the acquisition of the spectra. The electron current is
measured independently with a picoamperemeter at the
drift tube of the image filter [29].

IV. RESULTS

For our experimental demonstration, we directly in-
duce the light inside the optical fiber. To maximize the
Cherenkov yield, we use a core doped multimode fiber
(Fiberware, G 90/125 AC), that has a higher refractive
core index compared to conventional fibers with a pure
silica core. The relatively large NA=0.29 of this fiber
allows most of the Cherenkov cone to be collected for
acceleration voltages up to 200 kV for a primary elec-
tron beam impinging along the fiber axis. To enable this
geometry given the spatial constraints (see Fig. 1b), the
fiber is bent using a jet flame torch after cleaving and
glued to the tip of the sample holder using a conductive
resin (Allied, EpoxiBond 110). To avoid charging, the
fiber-tip assembly is coated with ∼ 25 nm of carbon, us-
ing a DC magnetron sputter coater (Quroum, Q150T).
The electron beam is then focused onto the end face
of the fiber and the collected light is guided out of the
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TEM via a fiber feed-through and analyzed.
For a high tension of 200 kV and an electron current of
40 pA, we obtain an average count rate of 0.39 Mcts/s.
This corresponds to an average of 16 × 10−4 photons
that are detected per electron. In Fig. 2, the recorded
coincidence counts are shown for a time binning of
125 ps and a measurement duration of 240 s. A clear
peak is visible for zero time delay. The width of the
peak (FWHM ∼ 1.1 ns) is in good agreement with
the expected value given the timing jitter of the detec-
tion unit. The second order correlation function g(2)(τ)
is computed by normalizing the coincidence counts by
the value at τ � 1. The height of the peak corre-
sponds to g(2)(0) = 4.1 ± 0.1, indicating clear photon
bunching. By in-/decreasing the electron current, and
thereby de-/increasing the time between two consec-
utive electrons, we can further in-/decrease the back-
ground count level, thus de-/increase the bunching. As
shown in the inset of Fig. 2, for 10 pA we observed
bunching as high as g(2)(0) = 30.6 ± 1.6. This is
comparable to previously demonstrated values for in-
coherent CL [24]. Furthermore, we can use the coin-
cidence counts to estimate the ratio of coherent and
incoherent CL. For this purpose, we add all coincidence
counts within the bunching peak, i.e. ±1.25 ns around
τ = 0, C0, and subtract the number of coincidences
within the same time interval at large time delays, Cτ .
We divide this by the measurement duration and the
electron rate i to obtain the coherent photon detec-
tion probability αpcoh =

√
(C0 − Cτ )/(i T ). From Nτ

we can compute the total photon detection probabil-
ity αp =

√
Cτ/(i2T∆t), which allows us to calculate

the incoherent contribution αpincoh as well. The re-
sulting ratio between coherent and incoherent CL is
pcoh/pin = 13± 2.

1. High tension scan

As can be seen from Eq. (2), the Cherenkov yield, at
a given refractive index, has a characteristic threshold
electron velocity [30]. We can use this to proof that the
observed bunching peak stems from Cherenkov radia-
tion. For this purpose, we conduct the measurement
for different acceleration voltages in a range between
140 kV and 200 kV. For the measurement the electron
current was varied between 30 pA and 200 pA. The
obtained g(2)(τ) are shown in Fig. 3a. The emergence
of the peak for rising high tension is clearly visible for
U > 150 kV. As before, we can now compute the con-
tribution of coherent and incoherent CL. In Fig. 3b, the
detection probabilities αpcoh and αpin are plotted as a
function of the applied high tension. As expected for
our system, we can exclude coherent CL (Cherenkov ra-
diation) for low acceleration voltages. At approximately
170 kV we detect as much coherent as incoherent CL.
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Figure 3. a) Second order correlation function g(2)(τ) for dif-
ferent settings of the acceleration voltage. b) Coherent, in-
coherent and total photon detection probability, αpcoh, αpin

and α(pcoh + pin), respectively, as a function of the applied
high tension. The shaded area corresponds to the 1σ error
(statistical and systematic). The dashed line is the result
of a theoretical calculation, taking into account the wave-
length dependence of the refractive index and the quantum
efficiency, that is scaled to approximately fit the measure-
ment.

The coherent contribution is in good qualitative agree-
ment with the theoretically predicted behavior when
accounting for the wavelength dependence of both the
refractive index and the quantum efficiency of the pho-
ton detectors. Thus, we are confident that the bunching
stems from Cherenkov photons and that temporal corre-
lations can be used to separate coherent from incoherent
CL.
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Figure 4. Spectra of the CL induced in the optical multi-
mode fiber core for different acceleration voltages, normal-
ized by the measurement duration and electron current.

2. Spectral response

In addition to the temporal characteristics, coherent
and incoherent CL also exhibit specific spectral fea-
tures, that can in principle be used for discrimination
[5, 12, 31]. We measure the optical spectrum for dif-
ferent values of high tension. In order to record low-
noise spectra, we increase the electron current and the
integration time for low acceleration voltages. Fig. 4
shows the raw spectra, only normalized by the inte-
gration time and electron current. For small acceler-
ation voltages, two characteristic peaks are visible at
∼440 nm and ∼675 nm , that stem from point defects
in silica [27, 32]. For larger acceleration voltages, the
two peaks are still visible but are superimposed by a
broadband background, which qualitatively agrees with
the expected 1/λ2 wavelength dependence of Cherenkov
photons. However, a direct comparison of the spectra
is not possible since the peak position slightly changes
with the applied high tension. This can be attributed
to the varying energy deposition within the radiated
sample at different settings [12].

V. DISCUSSION AND OUTLOOK

To identify coherent CL, the bunching peak has to
be much larger than the noise of the uncorrelated back-

ground. The resulting signal-to-noise ratio (SNR) scales
with SNR ∝

√
T/∆t. Assuming a fixed radiation dose,

even rare two photon events (coincidences), originat-
ing from coherent CL, can be singled out at low elec-
tron flux. This might be beneficial for samples that are
prone to radiation damage. Furthermore, we can in-
crease the SNR by using detectors with smaller timing
jitter (detectors with 40 ps are commercially available).
It is important to note that the demonstrated method
is not restricted to CL generated directly in a fiber, but
is also applicable to other CL extraction systems (e.g.
via parabolic mirrors). Furthermore, the strong tempo-
ral correlations are in principle present for all coherent
optical excitations. In future experiments, the demon-
strated coincidence measurement can be employed in a
spectrally resolved manner, e.g. by using a gated optical
spectrometer. This way, it should be possible to clearly
identify the characteristic emission peaks even for large
acceleration voltages, despite large background. In ad-
dition, the temporal correlations of the coherent CL,
can be used to herald coherent photons for further co-
herent manipulation or investigation. Thus, our find-
ings can be of use for studying the quantum-coherence
properties of cathodoluminescence [33, 34].

FUNDING INFORMATION

We acknowledge financial support by the ESQ (Er-
win Schrödinger Center for Quantum Science & Tech-
nology) Discovery programme 2020 “CEEP”, hosted by
the Austrian Academy of Sciences (ÖAW). P.H., M.Sch.
and T.Sp. thank the Austrian Science Fund (FWF) No.
Y1121. T.S. acknowledges the financial support of the
Austrian Science Fund (FWF), project P29687-N36.

ACKNOWLEDGMENTS

The authors thank P. Schattschneider and S. Löffler
for fruitful discussions and J. Lazarte Huiza for assis-
tance in early stages of the experiment.

[1] M. Kociak and L. F. Zagonel, “Cathodoluminescence in
the scanning transmission electron microscope,” Ultra-
microscopy 176, 112–131 (2017).

[2] T. Coenen and N. M. Haegel, “Cathodoluminescence for
the 21st century: Learning more from light,” Applied

Physics Reviews 4, 031103 (2017).
[3] F. J. García De Abajo, “Optical excitations in electron

microscopy,” Reviews of Modern Physics 82, 209–275
(2010).

http://dx.doi.org/10.1016/j.ultramic.2017.03.014
http://dx.doi.org/10.1016/j.ultramic.2017.03.014
http://dx.doi.org/10.1063/1.4985767
http://dx.doi.org/10.1063/1.4985767
http://dx.doi.org/ 10.1103/RevModPhys.82.209
http://dx.doi.org/ 10.1103/RevModPhys.82.209


6

[4] N. Yamamoto, K. Araya, A. Toda, and H. Sugiyama,
“Light emission from surfaces, thin films and particles
induced by high-energy electron beam,” Surface and In-
terface Analysis 31, 79–86 (2001).

[5] M. Stöger-Pollach, L. Kachtík, B. Miesenberger, and
P. Retzl, “Transition radiation in EELS and cathodolu-
minescence,” Ultramicroscopy 173, 31–35 (2017).

[6] S. J. Smith and E. M. Purcell, “Visible light from lo-
calized surface charges moving across a grating [12],”
Physical Review 92, 1069 (1953).

[7] E. J. R. Vesseur, R. De Waele, M. Kuttge, and A. Pol-
man, “Direct observation of plasmonic modes in Au
nanowires using high-resolution cathodoluminescence
spectroscopy,” Nano Letters 7, 2843–2846 (2007).

[8] P. A. Cherenkov, “Visible radiation produced by elec-
trons moving in a medium with velocities exceeding that
of light,” Physical Review 52, 378–379 (1937).

[9] B. J. M. Brenny, T. Coenen, and A. Polman, “Quanti-
fying coherent and incoherent cathodoluminescence in
semiconductors and metals,” Journal of Applied Physics
115, 244307 (2014).

[10] C. I. Osorio, T. Coenen, B. J. M. Brenny, A. Polman,
and A. F. Koenderink, “Angle-Resolved Cathodolumi-
nescence Imaging Polarimetry,” ACS Photonics 3, 147–
154 (2016).

[11] N. Yamamoto, “Development of high-resolution
cathodoluminescence system for STEM and applica-
tion to plasmonic nanostructures,” Microscopy 65,
282–295 (2016).

[12] M. Stöger-Pollach, C. F. Pichler, T. Dan, G. A. Zickler,
K. Bukvišová, O. Eibl, and F. Brandstätter, “Coherent
light emission in cathodoluminescence when using GaAs
in a scanning (transmission) electron microscope,” Ul-
tramicroscopy 224, 113260 (2021).

[13] G. F. Knoll, Book, 3rd ed. (John Wiley and Sons, Inc.,
New York, 2000).

[14] R. Hanbury Brown and R. Q. Twiss, “A test of a new
type of stellar interferometer on sirius,” Nature 178,
1046–1048 (1956).

[15] L. Mandel, “Proposal for almost noise-free optical com-
munication under conditions of high background,” J.
Opt. Soc. Am. B 1, 108–110 (1984).

[16] P. G. Kwiat, A. M. Steinberg, R. Y. Chiao, P. H. Eber-
hard, and M. D. Petroff, “Absolute efficiency and time-
response measurement of single-photon detectors,” Ap-
plied Optics 33, 1844 (1994).

[17] J. Brendel, N. Gisin, W. Tittel, and H. Zbinden,
“Pulsed Energy-Time Entangled Twin-Photon Source
for Quantum Communication,” Physical Review Let-
ters 82, 2594 (1999).

[18] M. D. Eisaman, J. Fan, A. Migdall, and S. V. Polyakov,
“Invited Review Article: Single-photon sources and de-
tectors,” Review of Scientific Instruments 82, 071101
(2011).

[19] S. Ecker, B. Liu, J. Handsteiner, M. Fink, D. Rauch,
F. Steinlechner, T. Scheidl, A. Zeilinger, and R. Ursin,
“Strategies for achieving high key rates in satellite-
based QKD,” npj Quantum Information 7, 1–7 (2021).

[20] M. Merano, S. Sonderegger, A. Crottini, S. Collin,
P. Renucci, E. Pelucchi, A. Malko, M. H. Baier,
E. Kapon, B. Deveaud, and J. D. Ganière, “Prob-
ing carrier dynamics in nanostructures by picosecond
cathodoluminescence,” Nature 438, 479–482 (2005).

[21] L. H. G. Tizei and M. Kociak, “Spatially resolved quan-
tum nano-optics of single photons using an electron mi-
croscope,” Physical Review Letters 110, 153604 (2013).

[22] S. Meuret, L. H. G. Tizei, T. Cazimajou, R. Bour-
rellier, H. C. Chang, F. Treussart, and M. Kociak,
“Photon bunching in cathodoluminescence,” Physical
Review Letters 114, 1–5 (2015).

[23] S. Meuret, T. Coenen, S. Y. Woo, Y.-H. Ra, Z. Mi, and
A. Polman, “Nanoscale Relative Emission Efficiency
Mapping Using Cathodoluminescence g(2) Imaging,”
Nano Letters 18, 2288–2293 (2018).

[24] M. A. Feldman, E. F. Dumitrescu, D. Bridges, M. F.
Chisholm, R. B. Davidson, P. G. Evans, J. A. Hachtel,
A. Hu, R. C. Pooser, R. F. Haglund, and B. J. Lawrie,
“Colossal photon bunching in quasiparticle-mediated
nanodiamond cathodoluminescence,” Physical Review
B 97, 081404 (2018).

[25] M. Sola-Garcia, K. W. Mauser, M. Liebtrau, T. Co-
enen, S. Christiansen, S. Meuret, and A. Polman, “Pho-
ton Statistics of Incoherent Cathodoluminescence with
Continuous and Pulsed Electron Beams,” ACS Photon-
ics 8, 916–925 (2021).

[26] S. Meuret, L. H.G. Tizei, F. Houdellier, S. Weber,
Y. Auad, M. Tencé, H. C. Chang, M. Kociak, and
A. Arbouet, “Time-resolved cathodoluminescence in an
ultrafast transmission electron microscope,” Applied
Physics Letters 119, 062106 (2021).

[27] M. V. Zamoryanskaya and V. I. Sokolov, “Cathodolumi-
nescence study of silicon oxide-silicon interface,” Semi-
conductors 41, 462–468 (2007).

[28] L. Mandel and E. Wolf, Optical Coherence and Quan-
tum Optics (Cambridge University Press, 1995).

[29] D. R. G. Mitchell and M. J. B. Nancarrow, “Probe cur-
rent determination in analytical TEM/STEM and its
application to the characterization of large area EDS de-
tectors,” Microscopy Research and Technique 78, 886–
893 (2015).

[30] M. Stöger-Pollach, “Optical properties and bandgaps
from low loss EELS: Pitfalls and solutions,” Micron 39,
1092–1110 (2008).

[31] J. K. So, K. F. MacDonald, and N. I. Zheludev, “Fiber
optic probe of free electron evanescent fields in the op-
tical frequency range,” Applied Physics Letters 104,
201101 (2014).

[32] M. A. Stevens Kalceff, “Cathodoluminescence mi-
crocharacterization of point defects in α-quartz,” Min-
eralogical Magazine 73, 585–605 (2009).

[33] A. Polman, M. Kociak, and F. J. García de Abajo,
“Electron-beam spectroscopy for nanophotonics,” Na-
ture Materials 18, 1158–1171 (2019).

[34] J. Christopher, M. Taleb, A. Maity, M. Hentschel,
H. Giessen, and N. Talebi, “Electron-driven pho-
ton sources for correlative electron-photon spectroscopy
with electron microscopes,” Nanophotonics 9, 4381–
4406 (2020).

http://dx.doi.org/ 10.1002/sia.958
http://dx.doi.org/ 10.1002/sia.958
http://dx.doi.org/ 10.1016/j.ultramic.2016.11.020
http://dx.doi.org/10.1103/PhysRev.92.1069
http://dx.doi.org/10.1021/nl071480w
http://dx.doi.org/10.1103/PhysRev.52.378
http://dx.doi.org/10.1063/1.4885426
http://dx.doi.org/10.1063/1.4885426
http://dx.doi.org/10.1021/acsphotonics.5b00596
http://dx.doi.org/10.1021/acsphotonics.5b00596
http://dx.doi.org/10.1093/jmicro/dfw025
http://dx.doi.org/10.1093/jmicro/dfw025
http://dx.doi.org/10.1016/j.ultramic.2021.113260
http://dx.doi.org/10.1016/j.ultramic.2021.113260
http://dx.doi.org/ 10.1038/1781046a0
http://dx.doi.org/ 10.1038/1781046a0
http://dx.doi.org/10.1364/josab.1.000108
http://dx.doi.org/10.1364/josab.1.000108
http://dx.doi.org/ 10.1364/ao.33.001844
http://dx.doi.org/ 10.1364/ao.33.001844
http://dx.doi.org/10.1103/PhysRevLett.86.1392
http://dx.doi.org/10.1103/PhysRevLett.86.1392
http://dx.doi.org/10.1063/1.3610677
http://dx.doi.org/10.1063/1.3610677
http://dx.doi.org/10.1038/s41534-020-00335-5
http://dx.doi.org/10.1038/nature04298
http://dx.doi.org/10.1103/PhysRevLett.110.153604
http://dx.doi.org/10.1103/PhysRevLett.114.197401
http://dx.doi.org/10.1103/PhysRevLett.114.197401
http://dx.doi.org/ 10.1021/acs.nanolett.7b04891
http://dx.doi.org/10.1103/PhysRevB.97.081404
http://dx.doi.org/10.1103/PhysRevB.97.081404
http://dx.doi.org/ 10.1021/acsphotonics.0c01939
http://dx.doi.org/ 10.1021/acsphotonics.0c01939
http://dx.doi.org/10.1063/5.0057861
http://dx.doi.org/10.1063/5.0057861
http://dx.doi.org/10.1134/S1063782607040203
http://dx.doi.org/10.1134/S1063782607040203
http://dx.doi.org/ 10.1002/jemt.22551
http://dx.doi.org/ 10.1002/jemt.22551
http://dx.doi.org/10.1016/j.micron.2008.01.023
http://dx.doi.org/10.1016/j.micron.2008.01.023
http://dx.doi.org/10.1063/1.4876395
http://dx.doi.org/10.1063/1.4876395
http://dx.doi.org/10.1180/minmag.2009.073.4.585
http://dx.doi.org/10.1180/minmag.2009.073.4.585
http://dx.doi.org/ 10.1038/s41563-019-0409-1
http://dx.doi.org/ 10.1038/s41563-019-0409-1
http://dx.doi.org/ 10.1515/nanoph-2020-0263
http://dx.doi.org/ 10.1515/nanoph-2020-0263

	Discrimination of coherent and incoherent cathodoluminescence using temporal photon correlations
	Abstract
	I Introduction
	II Theory of Cherenkov radiation and coincidence counting
	III Experimental setup
	IV Results
	1 High tension scan
	2 Spectral response


	V Discussion and outlook
	 Funding Information
	 Acknowledgments
	 References


