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Designer 2D materials where the constituent layers are not aligned may result in band structures
with dispersionless, “flat” bands. Twisted bilayer graphene has been found to show correlated phases
as well as superconductivity related to such flat bands. In parallel, theory work has discovered that
superconductivity and superfluidity is determined by the quantum geometry and topology of the band
structure. These recent key developments are merging to a flourishing research topic: understanding
the possible connection and ramifications of quantum geometry on the induced superconductivity and
superfluidity in moiré multilayer and other flat band systems. This article presents an introduction
to how quantum geometry governs superfluidity in platforms including, and beyond, graphene. We
explain how a new type of topology discovered in TBG could affect superconductivity, pinpoint
the geometric contribution in its Beretzinskii-Kosterlitz-Thouless (BKT) critical temperature, and
mention moiré materials beyond TBG. Ultracold gases are introduced as a complementary platform
for quantum geometric effects and a comparison is made to moiré materials. An outlook sketches the
prospects of twisted multilayer systems in providing the route to room temperature superconductivity.

I.

INTRODUCTION

Superconductivity or superfluidity require bosonic particles to be in the same energy state; in case of superconductors these bosons are composites of two electrons,
so-called Cooper pairs. However, being in the same state
is not alone sufficient. The system needs to be able to
host stable supercurrents, that is, dissipationless flow of
particles: this is what makes superconductors useful in
generating large magnetic fields or in providing qubits
for quantum computing. It has long been the holy grail
of condensed matter physics to bring the phenomenon of
superconductivity to room temperature, and research on
high-Tc materials has been leading the way [1]. However,
a complementary route is now emerging, that of purposefully designing materials less complex, and more tunable,
than the traditional high-Tc ones, following simple but
fundamental theory guidelines.
The first theory guideline for achieving high temperature superconductivity is to use bands where the energy
dispersion as function of momentum, ε(k), is constant
– so-called flat bands. The critical temperature Tc , at
which Cooper pairs form, is predicted [2–4] to be linearly
proportional to the interaction U between the Cooper pair
constituents. Comparison to the well-known prediction of
the Bardeen-Cooper-Schrieffer (BCS) theory of superconductivity [5], Tc ∝ e−1/(nF U ) (nF is the density of states
at the Fermi level) shows that the critical temperature is
exponentially enhanced compared to dispersive systems, in
the BCS formalism. The band does not need to be exactly
flat to benefit from this; any band where the interaction
U is much larger than the bandwidth will do.
A second guideline from theory, however, is needed
since the flat band provides only the critical temperature
∗
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for Cooper-pairing but does not determine whether superfluidity and supercurrents exist. Their existence is
not obvious in a flat band: if non-interacting fermionic
particles are localized on atomic sites and their ground
state is an insulator, then no current is possible. Would
interacting particles as well just form localized pairs which
cannot move? Or, is supercurrent possible, and if yes,
under which general conditions? The answer was found
only relatively recently: stable supercurrent and superfluidity are possible even in a flat band, if the band has
non-trivial quantum geometry [6–9]. The quantum geometry here refers to distances and curvatures in the space
(or manifold) formed by the electronic Bloch functions,
i.e. the eigenfunctions of the band.
The quantum geometry of a band is characterized by
the quantum geometric tensor [10, 11]. Its real part
is the quantum metric, which quantifies the amplitude
distance between two close quantum states. Quantum
states have, however, also a phase difference, leading to the
definition of the Berry phase. Indeed, the imaginary part
of the quantum geometric tensor is the Berry curvature.
Integrated over the Brillouin zone, the Berry curvature
gives the Chern number – an integer – a topological
invariant that changes only stepwise. Non-zero values
of the quantum metric or of the Berry curvature make
the quantum geometry of the system non-trivial. If the
Chern number is non-zero, the system is also topologically
non-trivial. These concepts are defined in Box 1. The
Berry curvature is known to be relevant for numerous
physical phenomena, including topological insulators and
superconductors [12, 13], while the importance of the
quantum metric is only emerging – it turns out to be the
quantity that governs flat band superconductivity.
The underlying reason why quantum geometry is important for superconductivity and superfluidity is that
it determines the overlaps between the eigenstates in a
band. If the wavefunctions are exponentially localized at
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the lattice sites, or delta-function localized in the atomic
limit, the overlaps vanish; this is a trivial flat band. However, there are many systems where flat bands occur in
conjunction with mobile – not atomic – electrons. Many
lattice geometries, such as – but not limited to – the
Lieb lattice, support eigenstates with opposite phases at
nearby lattice sites, so that tunneling contributions from
neighboring sites interfere destructively. This leads to a
set of degenerate eigenstates, i.e. a flat band. Another
route to nearly flat bands are superlattices that introduce
new, smaller Brillouin zones (BZ), and consequently new
band gaps that then lead to band flattening; see Fig. 1
upper panel. Band gap opening is given, in general, by
the interference between a state of certain momentum and
a backscattered state with opposite momentum. Therefore both mechanisms of flat band generation rely on
the quantum interference of the wave functions. One is
best illustrated in the real space and the other in the
momentum space. Many types of lattices (line-graph
lattices, split graph, Lieb, etc. [14–16]) can support flat
bands which result from wavefunction interference. A
large number of such-obtained flat bands are topological
in origin [17] and exhibit nonzero (non-Abelian) Berry
curvature. Whether or not adding interaction to these
bands leads to transport and supercurrent depends on
the overlap of the Wannier functions, that is, the Fourier
transforms of the Bloch functions, see Fig. 1 lower panel.
The overlap, in turn, is governed by quantum geometry.
This explains the quantum geometric origin of flat band
superconductivity.

nance techniques.
In this review, we first introduce the essential theory of
quantum geometry-dependence of superfluidity, and show
how a finite Chern number of a band gives a fundamental lower bound of the flat band superfluid weight, the
observable that quantifies the ability of the system to support superfluid transport. We then explain how a similar
lower bound is given by a new type of zero-Chern-number
topology in the context of TBG, and review theory work
that predicts the relevance of quantum geometric effects
in the experimentally observed TBG superconductivity
and other materials. We then review the work on moiré
systems in ultracold gases. We discuss the prospects of
reaching room temperature superconductivity by band
structure and topology design, and briefly refer to the
exciting possibilities available for bosonic condensates of
atoms, polaritons or photons in flat bands.

In the quest for room temperature superconductivity,
one thus needs to design not only the band dispersion
but also the properties of the Bloch functions, that is, the
band geometry and topology. Twisted bilayer graphene
(TBG) and other moiré materials, where a superlattice
is created by a twist angle between two graphene layers,
offer unprecedented potential for flat band engineering
and control [18–22]. At about one degree, so-called first
magic angle, a set of flat bands appears in the electronic
spectrum. The individual graphene sheets have finite
Berry curvatures near the four Dirac points of TBG (two
per layer, located at the K and K 0 high-symmetry points
of the BZ called valleys). Inter-layer hopping of electrons
couples the Dirac points of the same valley and Berry
curvature (also called here "helicity") in the two layers. In
contrast, the different valleys are decoupled. The coupling
of the same valley, same helicity Dirac nodes, with their
additive helicity, leads to the emergence of a new type of
topology of the single-valley model of TBG. Further degrees of freedom in the design of bands and their topology
are given by stacking more than two graphene layers, or
creating moiré materials composed of other elements than
carbon. Quantum gases of ultracold atoms form another
playground for the study of interacting flat bands. In
these systems, one can create moiré geometries as well
as simpler flat band systems such as Lieb and kagome
lattices, and tune the interparticle interaction over a wide
range from repulsive to attractive using Feshbach reso-

with j the current density and A the vector potential.
In tandem with Maxwell’s equations, Eq. (7) provides
a quantitative description of the phenomena of perfect
conductivity and perfect diamagnetism (Meissner effect),
therefore a nonzero superfluid weight Ds 6= 0 is the very
criterion of superconductivity [24, 25]. The superfluid
weight measures also the energy required to create a
modulation of the phase φ(r) of the superconducting
order parameter ψ(r) = |ψ(r)|eiφ(r) since the free energy
contains the term
Z
X
~2
∆F = 2
dd r
Ds,ij ∂i φ(r)∂j φ(r) ,
(8)
2e
ij

II. THE QUANTUM GEOMETRIC
CONTRIBUTION OF SUPERFLUID WEIGHT:
TOPOLOGICAL LOWER BOUND FOR
SUPERCURRENT
A.

Superfluid weight

The electrodynamic properties of superconducting materials are captured by the constitutive relation (in London
gauge) [5, 23]
j = −Ds A ,

(7)

with d = 2, 3 the spatial dimension, ~ the Planck’s constant and e the electron charge. In anisotropic systems
the superfluid weight is not a scalar but a rank-2 tensor
Ds,ij and Eq. (7) is modified accordingly.
The standard result for the superfluid weight of a spinful
electron band at zero temperature given by BCS theory
is [5, 26]
Z
 ∂ 2 ε(k)
e2
dd k
(9)
Ds,ij = 2
f ε(k)
.
d
~
(2π)
∂ki ∂kj
where ε(k) is the dispersion of the band. Here and
in the following, quasimomentum k integrals are performed over the first BZ. The function f (ε) is the occupation of a single-particle state with energy ε in the
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Figure 1. Formation of flat bands and the role of Wannier function overlap in flat band superfluidity. Upper
panel: (left) Certain lattice geometries, such as the Lieb lattice example, support eigenstates that occupy a subset of lattice sites
with such phases of the wavefunction that tunneling to the rest of the sites is impossible due to destructive interference, leading
to localized states and a flat band. (middle) Introducing a superlattice on top of a periodic system, a BZ smaller than the original
emerges, and if new band gaps are opened, band flattening takes place. (right) Landau levels are a well-known example of a flat
band system. One can understand the localization and band flattening via plaquettes with winding phases so that interference
prevents movement, or alternatively, one may think the plaquettes as forming a larger unit cell and a superlattice. Lower panels:
Non-interacting particles can be immobile either if their Wannier functions are exponentially localized at the lattice sites, or due
to destructive interference. In the former case, also interacting particles will be localized, while in the latter, interactions distort
the interference and the particles can move due to the finite overlap of the Wannier functions. Wannier function overlaps are
controlled by the quantum geometry of the band; in particular, topological systems cannot have exponentially localized Wannier
functions. Picture by Antti Paraoanu. The style of the figure is not final.
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BCS ground state [5, 23]. By assuming an approximately
parabolic band ε(k) ≈ ~2 k2 /(2meff ) in Eq. (9), one obtains Ds = e2 n/meff , where n is the total number density and meff the particle effective mass [27]. At finite
temperature only a fraction of the charge carriers participate to superfluid transport, thus the superfluid weight
reads Ds = e2 ns /meff where ns is the superfluid density and 0 ≤ ns /n ≤ 1 the corresponding superfluid
fraction [5, 23, 28]. In the extreme limit in which the
single-particle effective mass is very large or even diverging, the superfluid weight should be very small or even
vanishing according to Eq. (9) [29]. To best understand
why this is not generally the case in multiband systems,
it is illuminating to first consider the two-body problem
in a flat band [9].

B.

Geometric origin of the pair effective mass in a
flat band

Leon Cooper showed that the Fermi sea is unstable
towards pair formation under an arbitrarily small attractive interaction between electrons [5], even when in three
dimensions the strength of a short-range attractive interaction needs to be larger than a threshold for two
quantum particles to form a bound state. In the limit
of infinite effective mass, that is in a flat band, a bound
state is always present for any small value of the attractive
interaction strength [9]. A crucial question is: what is
the effective mass of the bound state? Naively, one could
expect that since the constituent particles have infinite
effective mass this would be the case also for the bound
state they form. This would mean that the superfluid
weight is zero and no superconducting state can occur in a
partially filled flat band. However, one can show that the
bound state can disperse as a result of interactions. An
estimate of the dispersion of the two-body bound state is
obtained as [9]
Z
E(q) = −U Ωc
Z
= −U Ωc

Norb
dd k X
Pαα (k)Pαα (k − q)
(2π)d α=1
Norb
dd k X
|un̄k (α)un̄k−q (α)|2 .
(2π)d α=1

(10)

Here is Ωc is the unit cell volume, Norb the number
of orbitals per unit cell, un̄k (α) are the periodic Bloch
functions of the n̄-th band, which is flat, and Pαβ (k) =
un̄k (α)u∗n̄k (β) are the matrix elements of the corresponding band projector P (k), an Norb × Norb matrix. This
result holds in the case of spin-1/2 fermions moving in
a lattice and interacting by means of an attractive
HubP
bard interaction of the form Ĥint = −U iα n̂iα↑ n̂iα↓
(U > 0), where n̂iασ = ĉ†iασ ĉiασ is the occupation number operator of the lattice site labelled by the unit cell
index i = (i1 , i2 , i3 ), and the sublattice (orbital) index α, while σ =↑, ↓ is the spin index. Time-reversal

symmetry has also been assumed, as a consequence
un̄k (α) = un̄k↑ (α) = u∗n̄,−k,↓ (α).
Due to the time-reversal symmetry, the point q = 0 in
the Brillouin zone is an extremum of the dispersion. Then
from Eq. (10), we obtain an estimate for the effective
mass tensor of the bound state [9]
Norb
dd k X
∂i Pαα (k)∂j Pαα (k)
(2π)d α=1
ij
Z


U Ωc
dd k
(11)
≈
Tr ∂i P (k)∂j P (k)
2
d
Norb ~
(2π)
Z
U Ωc
dd k
=
gjl (k) .
2
Norb ~
(2π)d
PNorb
We used the approximation α=1
∂i Pαα (k)∂j Pαα (k) ≈
P
Norb
−1
Norb α,β=1 ∂i Pαβ (k)∂j Pβα (k) to obtain the second
line [9]. The quantity gjl (k) is the quantum metric (see
Box 1). Eq. (11) teaches us that the effective mass of
a two-body state in a flat band depends both on the
interaction strength and on the quantum metric, which is
purely a property of the single-particle wavefunctions.
The analysis of the two-body problem shows that
Cooper pairs can have a finite effective mass and thus
support transport if the flat band has a nonzero quantum
metric. This is in sharp contrast with Eq. (9), which gives
a zero result for the superfluid weight of a partially filled
single (or non-hybridizing) flat band, showing that Eq. (9)
neglects additional contributions that come into play in
the case of multiband/multiorbital lattices (Norb > 1).
These can be obtained from standard BCS theory applied
to multiband lattice models. They were identified only
recently [6–8] and we give a brief account of these results
using a linear response theory approach [8].



1
meff

C.



≈

U Ωc
~2

Z

Conventional and geometric contributions of
the superfluid weight

The vector potential A(r, t) enters in the noninteracting part of the Hamiltonian through the Peierls
phases φiα,jβ (t)
X †
Ĥfree =
ĉiα Kiα,jβ eiφiα,jβ (t) ĉjβ ,
(12)
iα,jβ

e
φiα,jβ (t) =
~

Z

riα

dr · A(r, t) .

(13)

rjβ

The matrix Kiα,jβ contains the hopping amplitudes between the lattice sites and the on-site potential. The spin
index has been absorbed in the orbital index (ασ → α).
Expanding the non-interacting Hamiltonian in powers of
the vector potential as Ĥfree P
= Ĥ0 + Ĥ1 +. . . gives, for the
first order term, Ĥ1 = −V q A(q, t) · Ĵ(−q), where V
R
is the volume in d = 3, A(q, t) = V −1 dd r A(r, t)e−iq·r
and Ĵ(q) are the Fourier transforms of the vector potential
and of the current density, respectively. The superfluid

5

Box 1: Band structure invariants and topology
The eigenfunctions of a Bloch band, describing electrons in crystalline materials, are the periodic Bloch functions |unk i, where
n denotes the band number. They are defined up to a k-dependent phase, and can enter the expression of an observable quantity
only through band structure invariants, which do not depend on how this phase is chosen (sometimes called a gauge choice).
A basic invariant is the quantum geometric tensor (QGT)


Bij (k) = 2Tr P (k)∂i P (k)∂j P (k) .
(1)
It is expressed in terms of the projector to the band n of interest, P (k) = |unk i hunk |, which is unchanged under the gauge
transformation |unk i → eiθ(k) |unk i. Importantly, the QGT is a Hermitian matrix with non-negative eigenvalues, i.e. a positive
semi-definite complex matrix.
Using the property P (k) = P † (k) = P 2 (k), the real part of the QGT can be written as
gij (k) = Re Bij (k) = Tr[∂i P (k)∂j P (k)]

(2)

and is known as the quantum metric (or Fubini-Study metric). It is a measure of the distance between infinitesimally close
wave functions in k-space. The quantum metric appears also as the gauge-invariant part of the Marzari-Vanderbilt localization
functional for Wannier functions (see Sec. II D).
The imaginary part of the QGT is related to the concept of Berry (geometric) phase. Let us first remind about the Berry
connection in band n
A(k) = i hunk |∇k unk i .
(3)
The Berry phase can be expressed as an integral over a surface S whose boundary is a closed curve γ = ∂S
Z
Z
1
dSl εlmn Im Bnm (k) .
ΦBerry =
dS · ∇k × A(k) =
2 S
S

(4)

The quantity ∇k × A(k), proportional to the imaginary part of the QGT, is known as the Berry curvature. If in the above
equation the integral is extended to the whole Brillouin zone (assuming dimension d = 2) one obtains the so-called Chern
number , a topological invariant,
Z
1
C=
d2 k Im B12 (k) .
(5)
2π BZ
The Chern number can take only integer values.
The fact that the QGT is positive semi-definite implies that the real and imaginary parts satisfy a number of constrains,
of which Eq. (24) is an example. The Berry connection A(k) and curvature can be generalized to the case of multiple bands
(Amn (k) = i humk |∇k unk i), in which case they are called non-Abelian and bring about a wide array of new topological invariants.
One example is the Euler class, e2 , is a topological invariant expressed in terms of the non-Abelian Berry curvature. In
systems with C2z T symmetry, the non-Abelian Berry connection and curvature of two bands can be written as A(k) = −a(k)σy
and Fxy (k) = −fxy (k)σy , respectively (σy is a Pauli matrix). The Euler class e2 is the invariant defined as
Z
1
e2 =
d2 k fxy .
(6)
2π
The abelian QGT in Eq. (1) is the trace of a more general, positive-definite non-Abelian QGT (matrix) Gij : if the Bloch
states for n = 1 . . . N bands are written as a vector u(k) = (|u1k i, . . . , |uN k i), the non-Abelian QGT is Gij = ∂i u† (1 − uu† )∂j u
P
and Bij = T r[Gij ]. Due to its positive definiteness, Gij satisfies ij c†i Gij cj ≥ 0 for any vector ci ∈ C2 .
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weight is then computed using linear response theory by
taking the interacting Hamiltonian Ĥ = Ĥ0 + Ĥint as the
unperturbed one and Ĥ1 as the perturbing term. It can
be expressed as [25]
Ds,jl = − lim χjl (qk = 0, q⊥ , ω = 0) ,
q⊥ →0

(14)

where χjl (q, ω) is a response function, that of the current
induced in the system to linear order in the vector potential. In the above equation, the wavevector q = qk ˆl + q⊥
is decomposed into the collinear (qk ) and perpendicular
(q⊥ ) components with respect to the l = x, y, z axis.
To evaluate Eq. (14) it is necessary to resort to approximations. The typical BCS approximation is to replace
the Hubbard interaction term by [5, 6]

X
Ĥint ≈
∆α ĉ†iα↑ ĉ†iα↓ + H.c. .
(15)
iα

The pairing field ∆α is independent of the unit cell index i since translational symmetry is assumed, and is
calculated self-consistently as ∆α = −U hĉiα↓ ĉiα↑ i, where
the expectation value is taken on the ground state of the
mean-field Hamiltonian
!

X  †
ˆkβ↑
d
Ĥm.f. =
, (16)
dˆkα↑ dˆ−kα↓ Hα,β (k) ˆ†
d−kβ↓
k,α,β
 ↑

e (k) − µ
K
diag(∆α )
H(k) =
(17)
e ↓ (k) − µ)∗ .
diag(∆∗α ) −(K
√
P
Here dˆkασ = i e−ik·riα ĉiασ / Nc are field operators in
momentum space with riα the position vector of the lattice
e σ (k) = P K σ e−ik·(riα −rjβ ) is
site labeled by iα, K
α,β
iα,iβ
i−j
the Fourier transform of the hopping matrix and µ the
chemical potential. The mean-field Hamiltonian has the
block structure shown in Eq. (17) only in the case of
spin rotation symmetry around a given quantization axis,
which is assumed here.
For illustration purposes we consider the case in which
time-reversal symmetry is present and the pairing field
is real and orbital-independent ∆α = ∆ (see Ref. 30 for
a justification). Under these assumptions the superfluid
weight can be written as the sum of two terms Ds =
Dconv + Dgeom [6, 8]. The first term reads

Z
e2
dd k X
β
Dconv,jl = 2
−
2
d
~
(2π) n
2 cosh (βEnk /2)
(18)
 2
tanh(βEnk /2) ∆
+
2 ∂j εnk ∂l εnk ,
Enk
Enk
and is called the conventional contribution to the superfluid weight since it is the sum over all bands of
the result for the superfluid weight of a single-band
model, p
Eq. (9) (now at finite temperature). In Eq. (18),
Enk = (εnk − µ)2 + ∆2 are the quasiparticle excitation
energies (eigenvalues of H(k) (17)) while εnk is the singleparticle dispersion for the n-th band obtained from the

e ↑ (k) |unk i = εnk |unk i. Here we use
eigenvalue equation K
the abbreviations εnk = εnk↑ = εnk↓ and |unk i = |unk↑ i
because of time-reversal symmetry.
The second term is called the geometric contribution
to the superfluid weight:

Z
e2 ∆2
dd k X tanh(βEnk /2)
Dgeom,jl =
~2
(2π)d
Enk
n6=m

(19)
tanh(βEmk /2) (εnk − εmk )2
−
2
2
Emk
Emk − Enk

× h∂j unk |umk i humk |∂l unk i + (j ↔ l) .
This contribution is a qualitatively new feature of multiband/multiorbital lattice models and is associated to offdiagonal matrix elements of the current operator. Indeed,
the current operator is represented in momentum space
P
e σ (k)dˆkβσ and the
as Ĵ(q = 0) = Ve~ k,α,β,σ dˆ†kασ ∇k K
α,β
e ↑ (k) have the form
matrix elements of ∇k K
e ↑ (k) |unk i = ∇k εnk δn,m
humk | ∇k K
+ (εnk − εmk )humk |∇k unk i .

(20)

This last result is used to obtain Eqs. (18)-(19). The diagonal term ∝ ∇k εnk leads to the conventional contribution
Eq. (18) and the off-diagonal term ∝ humk |∇k unk i to the
geometric one Eq. (19). Further details on the calculations
can be found from [6, 8] and the review Ref. [31].
It is instructive to investigate the two contributions
Eqs. (18)-(19) in the isolated band limit, when the chemical potential is such that a single band, denoted by n̄, is
partially filled and other bands are separated from it by
a large band gap Egap :
|εmk − εn̄k | & Egap  U

for m 6= n̄ .

(21)

The conventional contribution in this case is just Eq. (9)
with ε(k) replaced by εn̄k . On the other hand, care is
required for the computation of the geometric contribution. One might expect that the geometric contribution
should be vanishing in this limit since the terms of the
response function that are off-diagonal in band space are
suppressed by the factor Emk − En̄k & Egap , with m 6= n̄,
at the denominator. This would be incorrect because
the off-diagonal terms of the current operator are proportional to the band gap, as seen from Eqs. (20)-(21). A
careful analysis [8] shows that the geometric contribution
is nonzero even in the isolated band limit and, somewhat
counter-intuitively, can be expressed purely in terms of
quantities relative to the partially filled band, in particular its quantum metric. This is most clearly illustrated in
the case of an isolated flat band, where one obtains (ν is
the band filling) [6]
Z
4e2 U ν(1 − ν)
dd k
Ds,jl = Dgeom,jl =
gjl (k) , (22)
Norb ~2
(2π)d
which relates the superfluid weight to the quantum metric
gjl (k) integrated over the Brillouin zone (see Box 1).
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It is clear by comparing Eq. (22) with Eq. (11) that,
with some minor approximations, the nonzero superfluid
weight in the flat band limit can be entirely explained
in terms of the two-body bound state effective mass,
Section II B [9, 32]. The geometric contribution scales
with the superconducting energy gap ∆ ∝ U , while the
conventional one scales roughly with the Fermi energy
EF , which is of the order of the bandwidth of the partially
filled band. In usual, non-flat band, superconductors the
gap ∆ is generally a much smaller energy scale than the
Fermi energy and the geometric contribution is rather
small.
Only very recently physical systems in which the electronic bandwidth is comparable to the superconducting
gap have been realized in the laboratory, in particular
magic-angle TBG (MATBG). The essential role of the
off-diagonal matrix elements of the current operator was
pointed out for the first time in Ref. 33 in the case of
the exciton superfluid phase occuring in quantum Hall
bilayers, which can be considered the first example of a
flat band superfluid observed experimentally. Moreover,
Kopnin showed theoretically that the superfluid weight
is nonzero in the case of the flat band of surface states
present in rhombohedral graphene [34]. However, these
have apparently been regarded as system-specific findings until general results connecting superfluidity with
quantum geometry, such as Eqs. (19) and (22), were obtained [6, 8].
D.

Flat band superconductivity and Wannier
function overlap

A natural question raised by Eq. (22) is what property
of the flat band wave-functions is captured by the quantum metric and why it affects transport and superfluidity.
The physical interpretation of the quantum metric can
be most easily provided by Wannier functions, that is,
Fourier transforms of the Bloch states
Z
Ωc
wn (i, α) =
dd k eik·riα unk (α).
(23)
(2π)2
A common prescription to choose a gauge for the Wannier functions is the one based on the Marzari-Vanderbilt
localization functional whose minimization leads to the
maximally localized Wannier functions [35]. The gaugeinvariant part of the localization functional is the trace of
the quantum metric integrated over the BZ, which sets
a lower bound on how much the Wannier functions can
be localized. It was shown in Ref. 30 that a flat band
superconductor can be described by an effective spin
Hamiltonian whose exchange couplings are controlled by
the overlap of the Wannier functions, which in turn is
related to the Marzari-Vanderbilt functional and thus
to the quantum metric. This provides a solid basis for
the interpretation of the quantum metric as an invariant measure of the overlap/spread of the flat band wave
functions.

Topological invariants that describe the electronic band
structure provide an obstruction to the full localization
of Wannier functions. An important topological invariant
is the Chern number C [36], see Box 1. From the positive
semi-definiteness of the quantum geometric tensor one
obtains the inequality
Z
1
R
2
R
d2 k gij (k) .
(24)
det M ≥ C , with Mij =
2π
A nonzero Chern number hence also bounds the superfluid
weight, since the matrix MR is precisely the integrated
quantum metric that enters in Eq. (22). This is explained
by the fact that if the Chern number is nonzero one cannot
find exponentially localized Wannier functions [37, 38]; at
best the Wannier states are algebraically decaying with
a known exponent 1/r2 [39]. Such wave functions are
necessarily overlapping and thus are expected to support
a robust superfluid state in the isolated flat band limit.
Inequalities similar to Eq. (24) have been discovered in
the case of two more topological invariants: the winding
number in d = 1 [30], and the Euler class in d = 2 [40]
which is relevant for MATBG and will be discussed in
detail in the following. One expects such bound identities
to exist for every topologically nontrivial band. Topology
is a sufficient but not necessary condition for non-zero
superfluid weight [7], because the quantum metric can be
non-zero for zero Chern number, even zero Berry curvature bands – a bound that describes also such bands was
recently defined using obstructed Wannier centers [41].
E. Berezinskii-Kosterlitz-Thouless (BKT)
temperature of superconductivity in a flat band

The superfluid weight controls the susceptibility of the
order parameter phase to thermal fluctuations, as seen
from Eq. (8), and thus it is expected to affect the critical temperature of superconductivity. However, this
effect is not captured by BCS theory in its simplest
form since the order parameter ∆(r) is a non-fluctuating
quantity at the mean-field level. In d = 2 the relation between critical temperature and superfluid weight
can be made precise thanks to the universal relation
2
TBKT = π~
8e2 Ds (TBKT ) [42], where TBKT is the Berezinskii–Kosterlitz–Thouless (BKT) temperature, that is the
critical temperature of a two-dimensional superfluid, and
Ds (TBKT ) is the superfluid weight slightly below the same
temperature. For an isolated flat band one obtains that
TBKT ∼ U [6, 8], that is, the same linear dependence on
U as for the BCS critical temperature in a flat band. The
BKT temperature saturates for an interaction strength of
the order of the band gap U ∼ Egap and then decreases
as U −1 in the strong-coupling limit. This behavior can be
understood with a strong-coupling expansion in which the
Cooper pairs are tightly bound and move in the lattice
with an effective hopping J ∼ t2 /U , with t the scale of
the single particle hopping [8]. The linear dependence of
the critical temperature and of the superfluid weight with
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the interaction strength for U . Egap is a robust result
that has been verified using advanced many-body methods such as dynamical mean-field theory [7, 8], quantum
Monte Carlo [43, 44], and density matrix renormalization
group [45–47].

III. SUPERFLUIDITY AND TOPOLOGY IN
TWISTED BILAYER GRAPHENE (TBG)

Remarkable interacting phases have been observed in
TBG when the two layers are twisted with respect to each
other by a "magic" angle θ ≈ 1.1◦ , see Fig. 2a. These
phases include correlated (sometimes Chern) insulators at
integer filling ν of a set of 8 (2 per valley per spin quantum
numbers) flat bands around charge neutrality, with superconductors for fillings in between [40, 48–94], see Fig. 2b.
Scanning tunneling microscopy (STM) experiments reveal a Coulomb repulsion strength (∼ 25meV) [57] larger
than the electron bandwidths. The strongly correlated
insulators [57] at integer filling ν ∈ [−4, 4] measured from
charge neutrality acquire Chern numbers ±(4−|ν|) [56, 59–
62]. Theoretically, the interacting TBG [40, 75–90], is
governed by [75] an approximate U(4) symmetry (later
extended to U(4) × U(4) [68, 89]). The correlated insulator phases can be understood as ferromagnets of this
large symmetry group [75, 76, 89, 95].

A.

of variation much larger than the atom distances), the
graphene valley (K and K 0 ) is a good quantum number
of low energy states of TBG [48] and due to its conservation the Dirac states around K (K 0 ) in the top layer
only couple to the states around K (K 0 ) in the bottom
layer. The Dirac Hamiltonian around K in the top layer is
−ivF ∂x (cos θ2 σx − sin θ2 σy ) − ivF ∂y (cos θ2 σy + sin θ2 σx ) ≈
−ivF ∂r ·σ +i θ2 vF ∂r ×σ, where vF is the Fermi-velocity of
single-layer graphene and σ = (σx , σy ) are Pauli matrices
representing the A/B sublattices of graphene. For the
bottom layer we replace θ → −θ. The interlayer coupling
is encoded in a position-dependent matrix T (r), such that
the Hamiltonian of TBG, at valley K, can be written as


θ
0
T (r)
H(r) = −ivF τ0 ∂r ·σ − τz ∂r ×σ +
. (25)
T † (r) 0
2
Here τ0 and τz are the identity and the third Pauli matrix
for the layer degree of freedom, respectively. Ref. [48]
derived T (r) for small θ ∼ 1◦ :
T (r) =

3
X

(26)

e−iqi ·r Ti ,

i=1
√

where qi ’s are q1 = kD (0, −1), q2 = kD ( 23 , 12 ), q3 =
√
kD (− 23 , 12 ), with kD = 2|K| sin θ2 being the distance
between K momenta in the two layers, and vF =
5.944eV · Å, |K| = 1.703Å−1 . The Ti ’s are

TBG superconductivity

Tantalizingly, moiré materials host superconductivity
[50, 52, 54, 96, 97] even at the – by far – lowest densities
ever: 1010 − 1012 cm−2 [96, 97], which for the sample sizes
used means 1000-10000 electrons. What causes ≈ 1 − 5K
superconductivity in this most dilute of all known systems? Clear evidence links superconductivity in TBG to
the presence of flat bands at the magic angle. Away from
these angles, superconductivity disappears. Regardless
of the mechanism of TBG superconductivity, since the
TBG flat bands exhibit zero total Chern number, is there
a bound on their superfluid weight? What influence could
the quantum geometry of the TBG bands have on the
superfluid weight of TBG?
The moiré unit cell contains tens of thousands of atomic
sites for small angles; such a large number of bands is
unpractical to handle in most calculations. Fortunately,
many approximate approaches exist. At low energies,
the single particle TBG flat bands are well described
by the Bistritzer-MacDonald (BM) model [48]. This
model describes the coupling of the band structures of
the top and bottom layers, which are rotated with respect to each other by ±θ/2 around the z-axis. Each
band structure separately consists of two Dirac points
at the time-reversal (T ) partner momenta K and K 0 of
the single layer graphene BZ (for illustrations of the BZs
see Fig. 2c). When θ is small such that the interlayer
coupling is smooth in real space (with a length scale

h
2π(i − 1)
2π(i − 1) i
Ti =w0 σ0 + w1 σx cos
+ σy sin
,
3
3
(27)
where the AA and AB hopping are w1 = 110meV,
w0 = 0.7w1 , respectively. The translation symmetry
of the moiré potential Eq. (26) under the moiré unit cell
translations aM 1 = k2π
( √13 , 13 ), aM 2 = k2π
(− √13 , 31 ) is
D
D
manifest in real space, see Fig. 2c. At θ ≈ 1.1◦ , two very
flat bands can be seen in Fig. 2d (marked with blue);
these are conventionally referred to as the "active bands"
of TBG.

B.

The BKT temperature and geometric
contribution in TBG

Being near the BKT transition is manifested in electron
transport as V ∝ I 3 dependence between the longitudinal voltage V and the current I. Using this, TBKT was
estimated in Ref. [50] to be about 1 K, however, the
fit to I 3 was partial. In a more recent work on magicangle twisted trilayer graphene, a clear I 3 behaviour was
observed, giving TBKT ' 2.1K [98].
Theoretically, the BKT temperature of TBG superconductors was estimated for the first time in Refs. [40, 78, 79];
for a brief introduction see [99]. Ref. [79] utilized the
low-energy BM model described above and considered
local s-wave pairing leading to a local mean-field order
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Figure 2. TBG lattice, experimental phase diagram, and band structures. (a) Sample for encapsulated moiré TBG
(tBGL in the picture) lattice for a rotation angle θ. (b) Experimental observation of correlated insulators (correlated states, CS)
– the red regions of the plots where the resistance (Rxx ) peaks – at integer fillings ν of the two flat bands shaded in (d), and
superconducting (SC) phases (low resistance regions in blue) in between the insulating phases, and band insulators (BI). Here T
k
k moiré unit cell, k
is the temperature and n is the density. Obtained with permission from [51]. (c) Top: The
where the blue sheet
and the red sheet represent the top and bottom layers, respectively. In the AA, AB, BA regions, the A sublattice of the top
layer are located above the A sublattice, the B sublattice, and the hexagon center of the bottom layer, respectively. Bottom: the
0
moiré BZ. Left: The grey and yellow hexagons represent the moiré BZ for the graphene valleys K
Right:
k
k and K , respectively.
The reciprocal lattices and the high symmetry momenta of the moiré BZ in graphene valley K. (d) The band structure of the
magic-angle θ = 1.05◦ TBG with its two flat bands (for one valley) using the BM model.

parameter ∆. Ref. [78] presents a more microscopic approach where the full tight-binding TBG Hamiltonian is
reduced to a model that is manageable but still has a
large unit cell of a few hundreds of atoms, by using the
so-called renormalization moiré (RM) method [100, 101].
A low-energy continuum calculation was presented as a
comparison to the RM calculations. Both local s-wave and
nearest-neighbour resonance valence bond (RVB) pairing were considered, in the latter the order parameter ∆
corresponds to pairing of electrons in neighbouring sites.
Both works [79] and [78] found that TBKT at the magic
angle is significantly influenced by the geometric contribution of superconductivity Eq. (19). In Ref. [79] it was
shown that the geometric contribution to the superfluid
weight is about twice as large than the conventional one
at the magic angle, while slightly away from it the conventional one starts to dominate, see Fig. 3(a-b). As the
pairing mechanism and the interaction strength in TBG

are not precisely known at the moment, no accurate predictions of TBKT could be made in Refs. [40, 78, 79],
however, the estimates gave temperatures in the few
Kelvin range, consistent with the experiments. Assuming
∆(T ) ≈ 2kB Tc∗ (1 − T /Tc∗ )1/2 [23], the ratio between the
Cooper pair formation (BCS) critical temperature Tc∗ and
TBKT was found for the filling ratio ν = 1/4 (2 electrons
per moiré unit cell) to be TBKT /Tc∗ = 0.35. For the geometric contribution of the TBG superfluid weight Ds at
zero temperature, using the experimental TBKT = 1.5 K
[50] and an order parameter ∆ = 2kB Tc∗ ≈ 0.74 meV, the
p
2
∆
value [Ds ]geom ≈ 4e
ν(1 − ν) ≈ 1.5 × 108 H−1 was
π~2
obtained [40, 78, 79]. This is one order of magnitude
smaller than the superfluid weight in BSCCO and MoGe,
but for a TBG density two orders of magnitude smaller
(n ≈ 1012 cm−2 ).
TBG superconductivity is often described by models fea-
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turing only the four nearly flat bands, as it is assumed that
the low-energy physics dominates. Importantly, however,
the work [78] suggests that neglecting higher bands may
not be adequate when calculating the BKT temperature;
the underlying reason is that the geometric contribution
of the superfluid weight is due to interband processes
which do not scale as one over the band gap as one might
naively expect for processes involving higher bands (see
Eqs. (19), (20), and Ref. [8]). Fig. 3(c-d) shows how the
TBG superfluid weight divides into the conventional and
geometric contributions, the latter becoming dominant
when interactions exceed the bandwidth, that is, the flat
band regime is approached. Fig. 3(c-d) makes clear that
considerably more than four bands need to be included
to get quantitively or even qualitatively correct results.
One more finding in [78] was that, in case of the RVB
pairing, the superfluid is nematic and the corresponding superfluid weight anisotropic – thus measurements of
the superfluid weight could distinguish between local or
non-local pairing mechanism through (an)isotropy.
The linear dependence of the BKT temperature on
interaction in case of TBG was confirmed by Monte Carlo
calculations [44]. The same was found to hold for the
temperatures where the single-particle density of states
and the spin susceptibility reach their maxima. These
temperatures were higher than the BKT temperature,
indicating singlet and gap formation already above the
temperature for superconductivity. Such pseudogap formation was also studied in Ref. [102] for a flat band model
different from TBG. It was pointed out that the ratio
between the pseudogap temperature and TBKT can tell
about the geometric contribution of the preformed pair
effective mass.
Besides moiré materials, the geometric contribution to
the superfluid weight has been found to be important
in another 2D superconductor, monolayer FeSe grown
on a SrTiO3 (STO) substrate [103], which has a critical temperature of 65K. FeSe on STO has a large ratio
Tc /TF ∼ 0.1 between critical temperature and Fermi
temperature, even larger than that of TBG [50] (a property shared with its parent compound: bulk FeSe [104]).
These findings validate the general picture that the effect of quantum geometry on superfluidity is crucial in
materials close to the flat band limit.

C.

Symmetries of TBG, Fragile and stable topology

The TBG eigenstates exhibit subtle topology of either
a "fragile" or stable type depending on the symmetries
kept in the model. The single-graphene-valley Hamiltonian Eq. (25) has the symmetries of the magnetic space
group P 60 20 2 [69] (#177.151 in the BNS setting [105]):
(i) C2z T = σx K, where K is the complex conjugation,
2π
(ii) C3z = ei 3 σz , (iii) C2x = τx σx . C2z rotation and the
time-reversal T separately are not symmetries of Eq. (25)
since they map the graphene valley K into K 0 . A noncrystalline important symmetry for a small twist angle is

(a)

(b)

(c)

(d)

Figure 3. Geometric contribution in TBG superfluid
weight. Superfluid weight Ds (a) and the critical temperature (b) calculated in [79], as function of the twist angle θ.
The geometric contribution of Ds is larger than the conventional one at the magic angle 1.05◦ while away from it the
conventional one dominates; the critical temperature changes
from BKT type (TKT ) to the conventional BCS one (Tc ) when
moving away from the magic angle. (c-d) Superfluid weight
as a function of the order parameter (as it is spatially varying,
maximum ∆ is used), from [78]. (c) is for the nearest neighbor
(RVB) interaction and (d) for local. For interactions large
compared to the bandwidth, the flat band limit is reached
and the geometric contribution (blue area) becomes larger
than the conventional one (pink). The lines marked with
different symbols show that the conventional contribution is
well captured by including only the four lowest bands in the
calculation, while more than eight are needed to the correct
result in the case of the geometric contribution which arises
from interband processes. Figures obtained from [79] and [78]
with permission.

a unitary particle-hole inversion operation P = iτy , for
which P H(r)P † = −H(−r). Crucially, Ref. [69] proved
that these symmetries force the single-valley TBG model
to be topological at any small twist angle and that the
active bands of TBG cannot be described by localized
symmetric Wannier states. To explain that, remind that
the Wannier functions wn (i, α), Eq. (23), are spread in
space (i, α are the unit cell and orbital indices). One
can define the “center” of the Wannier function as the
average location, measured from the origin; scaled by the
unit length, this corresponds to the Berry phase [11, 106].
If one Fourier transforms (Eq. (23)) with ky only, the
Wannier center in the y direction will depend on kx . This
motion of the Wannier center as a function of the BZ
momentum kx ∈ [0, 2π) is called the Wilson loop [11, 106]
and is shown for TBG in Fig. 4a. Importantly, it winds
between π and −π. This means that the Wannier functions cannot be simultanously localized in x and y: such
localization would imply the y Wannier center cannot
move across the entire y-unit cell as kx is varied across
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the BZ.
The type of topology that the valley-filtered bands respect has been subject to revision. In the initial papers
[65, 68–70, 107, 108] the topology was thought to be of
a new, "fragile" type [72, 109, 110] protected by C2z T
(this type of topology does not require any of the other
symmetries of TBG). Fragile topology is an obstruction
to constructing symmetric Wannier functions for a given
set of bands which can be removed by adding other topologically trivial bands to the Hilbert space [109, 110].
Computing the Wilson loop of more than the two bands
around charge neutrality, Fig. 4a, causes crossings at different Wilson eigenvalues (schematically shown in Fig. 4b)
at any small coupling. Consequently, the Wannier center
winding disappears, the band topology is trivialized, and
one can construct localized Wannier functions. Very recently it was realized [93] that if one further imposes the
particle-hole symmetry P on TBG, the topology becomes
stable and not fragile. The combined antiunitary operator
(P C2z T )2 = −1 mimics the case of spinful time-reversal
symmetry and protects Kramers doublets in the Wilson
spectrum at k1 = 0 and k1 = π [106, 111] (see Fig. 4c).
The flow of the Wannier centers in TBG thus shows winding, Figs. 4c,d, and the valley-K model Eq. (25) is always
strongly topological no matter how many bands are included. Mixing the other valley renders the topology
trivial; at small angles, however, the two valleys do not
mix [48].

D.

Lower bound of superconductivity in TBG from
topology

The winding of the Wilson loop reflecting the topology
of the active bands in TBG [69] can also be characterized
by an integer-valued invariant, Euler or Stiefel–Whitney
class e2 = 1 [71]. Refs. [69, 71, 93] showed this implies
the existence of 4l + 2e2 (l integer) Dirac nodes at zero
energy between the two active bands which cannot be
energetically separated. Based on Sec. II D, the superfluid
weight of topological bands should be nonzero; however,
the inequality bound Eq. (24) cannot be used, as the
Chern number is zero due to the C2z T symmetry. Instead, the symmetry class of (C2z T )2 = 1 provides a new
lower bound for the supefluid weight in TBG [40], using
the universally true Eq. (22). The non-Abelian Berry connection and curvature of the two TBG flat bands can be
written as in Box 1, under a proper local gauge choice on
a patch in the BZ [65, 69, 70, 107]. In [40] it was proved
that the Wilson loop winding number [69] is equivalent to
the Euler class e2 in Ref. [107] whose expression is given
in Box [1].
Using the positive definiteness of the non-Abelian QGT
Gij (choosing the vectors cx and cy in Box 1 properly),
it was shown [40] that the quantum metric is bounded
by the off-diagonal part fxy of the non-Abelian Berry
curvature Fxy : tr g ≥ 2|fxy |, which in turn means that the

superfluid weight is bounded by the Euler characteristic:
Z
Z
1
1
2
d k tr g(k) ≥
d2 k |fxy |
4π BZ
2π BZ0
Z
1
≥
d2 k fxy = |e2 | .
2π BZ0

E.

Quantum Geometry in the Correlated Insulator
States of TBG

Remarkably, a generalization of the quantum metric
also appears in the TBG correlated insulator states [94].
Being in the strong coupling limit, TBG interacting states
of matter [40, 75–90] depend chiefly on the eigenstates
(but not the energies) of the flat bands. The insulating
states in TBG at integer filling are amongst the best
studied experimentally and theoretically, and the least
theoretically controversial as extensive theoretical efforts
have been aimed at their explanation [75–77, 80–90].
The strong coupling TBG Coulomb Hamiltonians of
Kang and Vafek [75] and others [65, 95, 112, 113] (similarly to the negative U projected Hubbard models in
the superfluid weight), allow for exact expressions of energy and eigenstate of the charge ±1 excitation (relevant
for transport gaps), of neutral excitation, and of charge
±2 excitation (relevant for possible Cooper pair binding
energy [89, 95]). Ref. [89, 95] found that the charge 1 excitation dispersion is governed by a generalized quantum
geometric tensor of the projected bands, convoluted with
the Coulomb interaction. Hence the quantum geometric
tensor influences the charge excitation dispersion of the
insulating states of TBG, similar to how it governs the
Cooper pair dispersion for the attractive Hubbard model.

IV.

MULTILAYERS AND FLAT BANDS IN
ULTRACOLD GASES

Atoms trapped by magnetic fields and light-induced
potentials can be cooled to extremely low temperature,
and by means of laser standing waves it is possible to
force the atoms to move on the discrete lattice formed by
the local minima of the optical potential, thereby mimicking the lattice of atomic orbitals in solids [115–118].
These so-called optical lattices are just one example of
the high degree of tunability of ultracold gases, which
makes them an excellent quantum simulation platform to
tackle currently intractable problems in quantum manybody physics and condensed matter physics. After the
realization of Bose-Einstein condensates and quantum degenerate Fermi gases, experiments with ultracold gas have
become increasingly sophisticated. The rich and versatile
ultracold gas experimental toolbox has allowed to realize,
among other things, artificial graphene lattices [119, 120],
geometries displaying flat bands like kagome [121] and
Lieb [122] lattices and synthetic dimensions [123–125].
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Figure 4. Wilson loops/Wannier centers, fragile and stable topology of TBG. (a) Left: The band structure of the
magic-angle θ = 1.05◦ TBG with its two flat bands (using the BM model, single valley). Right: their hybrid Wannier centers –
the Wilson loop bands. The crossings in the Wilson loop bands are protected by C2z T and/or the approximate P symmetries.
Each Wilson loop operator is integrated along bM 2 (definition in Fig. 2(c)) and the spectrum is plotted along bM 1 . (b) The
Wilson loop bands with C2z T . The crossings at λ = 0, π are protected by C2z T . For a two-band system, the topology is
nontrivial if the Wilson loop bands – representing the position of the Wannier center – wind (left) across the unit cell and is
trivial otherwise (middle and right). The C2z T -protected topology is fragile: Coupling the nontrivial Wilson loop bands (left) to
a trivial Wilson loop bands (middle) yields a trivial Wilson loop bands (right), as the bands do not wind over the whole BZ
any more. (c) The band structure (left) and Wilson loop bands (right) of the middle ten bands of TBG (shaded) at θ = 0.7◦ .
The crossings at λ = 0, π in the Wilson loop bands are protected by C2z T and/or by particle-hole P ; the double degeneracies
with λ =
6 0, π at k1 = 0, π are protected by the approximate P symmetry. These double-degeneracies guarantee winding of the
Wilson loops across the BZ for any bands with 4n + 2 Dirac nodes at zero energy. The parameters of the Hamiltonian used in
(a-d) are vF = 5.944eV · Å, |K| = 1.703Å−1 , w1 = 110meV, w0 = 0.7w1 . (d) Comparison of Wilson loop windings protected by
P and C2z T . The crossings at kM 1 = 0, π are Kramers pairs protected by P. The Z2 Euler invariant equals to 1 if the Wilson
loop bands form a zigzag connection between kM 1 = 0 and kM 1 = π and equals to 0 otherwise. The P-protected topology is
stable against adding trivial bands: Coupling the nontrivial Wilson loop bands (left) to trivial Wilson loop bands (middle)
yields nontrivial Wilson loop bands (right).
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The phase diagram of TBG depending on the twist
angle and filling is currently a hotly debated subject, and
proposals have been put forward recently for realizing an
ultracold gas analogue of TBG [126–128] and investigating
this problem in a well-controlled setting. The central idea
common to all proposals is to use the internal hyperfine
states of the atoms to encode the layer degree of freedom
of TBG as a synthetic dimension. In practice this means
that the optical potential depends on the hyperfine state.
There are different methods to realize a state-dependent
optical potential, but they all rely on a clever arrangement

k

k

k

of the laser field polarizations and the level structure of
the atoms [126]. The interlayer tunneling is engineered
either by coupling the two states directly with microwave
radiation or by a two-photon Raman transition. The
proposals differ on how the moiré pattern is realized: One
can simply have the two optical lattices for the two states
tilted with respect to each other [126]. Alternatively, it is
possible to obtain the same result by spatially modulating
the Raman field, if the interlayer tunneling is obtained
with a two-photon Raman transition [127]. In the latter
case the period of the moiré pattern is precisely the period
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Figure 5. Experimental realization of a twisted bilayer optical lattice. On the left the concept of the experiment [114]
is illustrated. Two hyperfine levels of 87 Rb atoms, |1i and |2i, encode the “layer” degree of freedom. Since the atoms with
different spin states are not spatially separated along the z axis, the layer degree of freedom in realized as a synthetic dimension.
A strong confinement along the z-direction constrains the atom motion to the quasi-2D regime, and all atoms are trapped in
the dark green pancake in panel a. The twisted bilayer is created by 2D square optical lattices V1 and V2 , which are rotated
with respect to each other by an angle θ, as seen in panel b. The wavelengths and the polarizations of the two lattices are
fine-tuned in such a way that atoms in spin state |1i (|2i) feel only the V1 (V2 ) lattice. As seen from the time-of-flight images
on the right side, a matter wave of atoms in state |ii is diffracted only by the Vi lattice. The coherent tunneling between the
layers is realized here by the coherent coupling of the spin states with microwave radiation (panel c). Figures reproduced with
permission from Ref. 114.

of the modulation of the Raman field and one can avoid
to physically twist the optical lattices.
The first strategy of tilted state-dependent optical lattices has been used in a recent experimental implementation with Rubidium-87 [114], which is illustrated in
Fig. 5. Whereas 87 Rb is bosonic, a generalization of the
same scheme for fermionic atoms could allow to realize a
faithful model of TBG in the near future. These recent results demonstrate that twisted bilayers are feasible within
the ultracold gas toolbox, however to probe the effect of
quantum geometry on superfluidity it is also necessary
to measure observables such as the superfluid weight, in
particular its dependence on the interaction strength. A
whole set of new ideas and methods are required for measuring such observables in ultracold gases [129]. A lot of
work has already been done in this sense: in the case of
the unitary Fermi gas the superfluid fraction has been
measured by directly imaging the density variations associated to the propagation of a wave of second sound [130],
a mode characterized by out of phase oscillations of the
normal and superfluid components.
Some theoretical ideas for measuring the superfluid
density are a direct analog of the classical experiment
with helium-II by Andronikashvili: a finite angular velocity is imparted to the ultracold gas, either by rotating
the optical trap or by using a light-induced vector potential, and then the moment of inertia, directly related
to the superfluid fraction, is obtained from the density

redistribution [131] or spectroscopically from the hyperfine level population [132, 133]. Other approaches based
on artificial gauge fields can possibly allow to measure
the superfluid density at a local level and out of equilibrium [129]. The ability to bring the ultracold gas out of
equilibrium by suddenly changing a control parameter (a
so-called quench) can also be useful to measure the superfluid weight in lattice systems [134, 135]. Another route
to probe the transport properties in a rather direct fashion is to realize atomtronic two-terminal setups [136, 137],
such as the one that has allowed to observe superfluid
flow in the presence of disorder [138]. In a two-terminal
setup superfluid transport can be probed through the
Josephson effect for instance [139].

V.

OUTLOOK

The fingerprint of quantum geometric flat band superconductivity is the linear dependence on the interaction
of the following quantities: Cooper pairing temperature,
the pairing gap, superfluid weight, and the BKT superfluid transition temperature. Experiments where (at least
some of) these quantities are measured while varying the
interaction would reveal – if approximately linear dependence is seen – the geometric contribution of superfluidity
for the first time. The normal state above the critical
temperature is also likely to reveal interesting preformed
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pair, pseudogap or insulator behavior characteristic for a
flat band [44, 45, 102, 140].
As platforms, the 2D moiré materials [18–22] and ultracold gases [115–118] are complementary. Although
remarkable demonstration on tuning the electronic interactions via electric field exists in twisted graphene [98],
in general the control of interaction is easier and more
precise in ultracold gases. There, the Feshbach resonance
technique allows realizing negative or positive interaction
strengths of any magnitude, without affecting any other
system parameter. The microscopic interaction is well
approximated by a contact interaction, allowing to test
Hubbard-type theories precisely. Another advantage of
ultracold gas setups is that the ratio between inter- and
intra-layer tunneling amplitudes can be adjusted more
freely than in moiré materials. This opens up the possibility of observing quasi-flat bands for larger rotation
angles (smaller moiré unit cells), for instance. The great
advantage of the 2D materials is that the temperatures
required for superconductivity can actually be reached.
While continuum ultracold gases routinely show superfluidity, bringing fermions in lattices to the superfluid
temperatures is a challenge, although advances in realizing
antiferromagnetic states [141] suggest it should be reached
soon. While waiting, ultracold gases suit for exploring
the normal state, and bosonic superfluidity. Ultracold
gases are clean systems where impurities can be added
in a controllable way, so they are an excellent platform
for understanding the effect of disorder. The quantum
gas microscopes [117] provide direct information about
the fluctuations and quantum correlations of the ground
state. For TBG, revealing quantum geometry effects via
noise measurements has been proposed [142]. The charge
quasiparticle dispersion which is related to QGT (Section
III E) can be revealed by STM. Concerning transport
experiments, 2D materials are clearly the advantageous
platform, although opportunities exist also in ultracold
gases [137, 139].
Superconductivity in TBG is obviously only the beginning. Another promising moiré material is WTe2 , where
a topological exciton insulator has been observed in single
layer [143] but where metallic behavior is obtained in
moiré bilayers [144]; the appearance of superconductivity at some twist angles in WTe2 would be interesting
due to its topological bands. Transition to the superconducting state has been observed already in magic angle
twisted trilayer graphene (MATTG) [98]. Remarkably,
the transition temperature in MATTG was more than 2
K, larger than in MATBG. Would stacking more layers
eventually lead to room temperature superconductivity,
in the spirit of the early proposal [2]? Certainly, materials
which have been thought to be non-superconducting in
the past – such as untwisted graphene, become superconducting when three layers are stacked together [145].
In principle, the critical temperature seems not to have
a general upper bound [146], although limits exist for
specific cases [147]. Due to the fundamental lower bound
of superfluidity Eqs. (22), (24), one can expect higher

critical temperatures for large quantum metric, or Chern
number. However, these results assume the isolated flat
band limit; the quantum metric typically diverges when
bringing other bands close to the flat band. While the
divergence does not show up in the superfluid weight
(due to the contribution of other bands), it still leads in
general to the enhancement of the latter [7]. This hints
to a possible sweet spot where quantum geometry effects
are maximized by bringing other bands close to the flat
band, while keeping them far enough so that most of the
pairing takes place in the flat band where interactions
dominate.
The quantum metric is a fundamental quantity describing distances between the eigenstates of a system, and
hence appears in many observables of interacting systems.
For instance, light-matter interactions in TBG reflect
the underlying quantum geometry as well [148, 149].
Recently, quantum geometry was predicted to stabilize
Bose-Einstein condensates in flat bands [150], relevant
for bosonic condensates in ultracold gas and polariton
systems, or even for 2D moiré materials at the bosonic
end of the BCS-BEC crossover [98].

KEY POINTS

• Bands of (quasi)flat dispersion dramatically enhance
Cooper pairing as their (nearly-)vanishing kinetic
energy allows interaction effects to dominate.
• Superfluidity and stable supercurrents are possible
in a flat band if the band has non-trivial quantum
geometry: the related overlap of the Wannier functions facilitates movement of interacting particles
even when non-interacting particles would be localized.
• Twisted bilayer graphene (TBG) exhibits nearly flat
bands at its Fermi energy for small twist angles.
Theory work suggests that quantum geometry is
essential for the experimentally observed TBG superconductivity, and that a topological invariant
called Euler class provides a lower bound for its
superfluid weight.
• Ultracold gases offer another promising platform for
highly controllable studies of superfluidity in moiré
geometries. The first experiments are on the way.
• A flat band dispersion together with a quantum
geometry that guarantees superfluidity are powerful
guidelines for the search of superconductivity at
elevated temperatures.
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