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Multistability is an extraordinary nonlinear property of dynamical systems and can be explored to im-
plement memory and switches. Here we experimentally realize the tristability in a three-mode cavity
magnonic system with Kerr nonlinearity. The three stable states in the tristable region correspond to the
stable solutions of the frequency shift of the cavity magnon polariton under specific driving conditions.
We find that the system staying in which stable state depends on the history experienced by the system,
and this state can be harnessed to store the history information. In our experiment, the memory time can
reach as long as 5.11 s. Moreover, we demonstrate the ternary logic gate with good on-off characteris-
tics using this multistable hybrid system. Our new findings pave a way towards cavity magnonics-based
information storage and processing.

Introduction.—Light-matter interaction plays a crucial
role in information processing, storage, and metrology
(see, e.g., Refs. 1–5). Its utilization allows one to con-
trol, configure, and create new phases of matter or light
signal. In the past few years, cavity magnonics [6–33],
which is built on coherently [6–8] or dissipatively [23–
26] coupled cavity photons and magnons, has increasingly
demonstrated its unique advantages in both fundamental
and application researches. The magnon mode can work
as a transducer between microwave and optical photons,
and the related studies are typically referred to as opto-
magnonics [17–19]. Coherent coupling and entanglement
between the magnon mode and superconducting qubits are
also experimentally realized [13, 28, 34]. These achieve-
ments show that the cavity magnonics has become a versa-
tile platform for interdisciplinary studies, and also provides
a useful building block for hybrid quantum systems [35–
38].

In ferrimagnetic materials, such as the yttrium iron gar-
net (YIG), on account of the magnetocrystalline anisotropy,
the magnon mode can equivalently act as a nonlinear res-
onator with Kerr-type nonlinearity [5, 21, 39]. When the
magnon mode is driven by a microwave field, the excita-
tion number of magnons increases. The Kerr effect induces
a frequency shift and bistability can occur. An intriguing
question is whether the extraordinary higher-order multi-
stability [41–48] can be realized in the cavity magnonic
system [49, 50]. Also, it is known that in a bistable or mul-
tistable system, the system staying in which stable state is
related to the driven history [51–54], and it is important to
characterize this memory effect.

Moreover, logic gates can be implemented by harness-
ing the stable states as logic states. Most of the current
processing systems are based on the binary system, and the
information is stored in “0” and “1” bits. The multivalued
system can, however, be used to implement ternary, qua-
ternary, or even higher-valued logic gates, significantly re-

ducing the number of devices and the overall system com-
plexity [55]. Furthermore, it has been shown that ternary
logic gates working as elementary computing units can be
more efficient in artificial intelligence simulations [56–58].

In this Letter, we report the first experimental observa-
tion of the multistability in a three-mode cavity magnonic
system. This hybrid system is composed of two YIG
spheres (1 mm in diameter) strongly coupled to a three-
dimensional microwave cavity. Owing to the flexible tun-
ability of the cavity magnonic system, we can continuously
tune the system parameters to gradually turn the system
from being bistable to multistable. Then we characterize
the memory effect of the stable state in the tristable region.
We find that the cavity magnonic system exhibits a remark-
able long-time memory on the driven history that the sys-
tem experienced. The memory time can approach several
seconds, far exceeding the coherence time of the magnon
mode. We further demonstrate the on-off switch of the fre-
quency shifts, which reveals a well-repeatable operability.
Finally, we build a ternary logic gate by utilizing three sep-
arated stable states as the logic output states, and the inputs
correspond to zero, moderate, and high drive powers.

In a prior study on the paramagnetic spin ensemble,
bistability with a long relaxation time was also observed
at the temperature ∼ 25 mK [59], which is achieved via
the nonlinearity arising from the high magnon excitations
in the magnon-photon coupling. However, one cannot
use this nonlinearity for a ferrimagnetic or ferromagnetic
spin ensemble, because less magnons can be excited by
a drive field before the system enters the unstable regime
referred to as the Suhl instability [60]. Thus, we harness
the magnon Kerr effect in the YIG sphere. This involves
a different mechanism for the nonlinearity. In addition, a
very low temperature is needed for the paramagnetic spin
ensemble [59], while multistability can be implemented at
a high temperature in our hybrid system, since YIG has a
Curie temperature of 560 K. This makes it possible for the
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FIG. 1. (a) Schematic of the three-mode cavity magnonic system,
where two YIG spheres are glued on the walls of a microwave
cavity. The transmission of the system is measured by the VNA
via ports 1 and 2. The drive field is loaded to port 3. The bias
magnetic field B0 is applied along the z direction, and two local
magnetic fields B1 and B2 are applied to separately tune the fre-
quencies of the magnon modes 1 and 2. The inset panel in the
cavity shows the magnetic-field distribution of the cavity TE102

mode. The microwave sources A and B serve as the two inputs
of the logic gate. (b) Schematic of the multistability of CMP fre-
quency shift. The gray area is the tristable region. The yellow
star marks the state where we measure the memory effect of the
multistable system. The blue, green, and red dots correspond to
the logic output states 0, 1, and 2 of the ternaryOR gate. The cor-
responding input drive powers are power off (0), 24 dBm (1), 30
dBm (2), respectively. (c) Symbol and truth table of the ternary
OR gate.

logic and switch devices built on cavity magnonics to work
in a wide range of temperatures.

System and model.—The experimental setup is schemat-
ically shown in Fig. 1(a). Two 1 mm-diameter YIG spheres
are placed in a microwave cavity with a dimension of
44× 20× 6 mm3. The cavity has three ports. Ports 1 and
2 are connected to the vector network analyzer (VNA) for
probing the system, and port 3 is terminated with a loop an-
tenna for loading the drive fields. Two microwave sources
are combined at port 3 to jointly provide the drive tone,
working as input A and input B in the logic gate opera-
tion. The YIG spheres are glued on the cavity walls where
the magnetic-field antinodes occur for the cavity TE102

mode. Here the YIG sphere 1 is placed near port 3, which
can be directly driven by the loop antenna. Because of
the antenna-enhanced radiative damping, the damping rate
of the Kittel mode [61] in YIG sphere 1 (called magnon
model 1) is much larger than that of the Kittel mode in YIG
sphere 2 (called magnon model 2). For these two magnon
modes and the cavity mode, their damping rates are mea-
sured to be γ1/2π = 13.6 MHz, γ2/2π = 1.3 MHz, and
κc/2π = 3.2 MHz. The system is placed in a uniform

bias magnetic field (B0), and two local magnetic fields (B1

and B2) are further applied to tune the frequencies of the
magnon modes 1 and 2 separately.

When the magnon mode 1 is driven by a microwave
field, the hybrid system can be described by

H/~ = ωca
†a+ ω1b

†
1b1 + ω2b

†
2b2 +K1b

†
1b1b

†
1b1

+K2b
†
2b2b

†
2b2 + g1(a†b1 + ab†1)− ig2(a†b2 − ab†2)

−iΩd(b1e
iωdt − b†1e−iωdt), (1)

where a†(a) is the creation (annihilation) operator of the
cavity photon at frequency ωc, b†1(2)(b1(2)) is the creation
(annihilation) operator of the magnon mode 1(2) at fre-
quency ω1(2), g1(2) is the coupling strength between the
magnon mode 1(2) and the cavity mode, Ωd (ωd) is the
drive-field strength (frequency), and K1(2) is the Kerr co-
efficient of the magnon mode 1(2). When the [100] crystal
axis of the YIG sphere is aligned parallel to the bias mag-
netic field, the Kerr coefficient is positive [5, 21]. This co-
efficient can be tuned from positive to negative by adjusting
the angle between the crystal axis and the bias field [5, 62].
It is worth noting that g1 and g2 have a π/2 phase differ-
ence due to the relative positions of the two YIG spheres
in the cavity magnetic field as shown in Fig. 1(a). We get
g1/2π = 41.5 MHz and g2/2π = 50.5 MHz by fitting the
transmission spectrum.

When a considerable number of magnons are excited,
the Kerr term gives rise to a frequency shift of the magnon
mode [62]: χi = 2Ki〈b†ibi〉, i = 1, 2. Using a quantum
Langevin approach, we obtain equations for the frequency
shifts of the magnon modes and cavity mode [62],

[δ̃2
c + (κc + η2γ2)2]Λ− g2

1χ1 = 0,

{(δ1 + χ1 − η1δ̃c)
2 + [γ1 + η1(κc + η2γ2)]2}χ1 = kPd,

[(δ2 + χ2)2 + γ2
2 ]χ2 − g2

2εΛ = 0, (2)

where Λ = 2K1|A|2, ε = K2/K1, δ1(2) = ω1(2) − ωd,
δc = ωc − ωd, δ̃c = δc − η2(δ2 + χ2), η2 = g2

2/[(δ2 +

χ2)2 + γ2
2 ], η1 = g2

1/[δ̃
2
c + (κc + η2γ2)2], and kPd =

2K1|Ωd|2. By solving Eq. (2), we can obtain the frequency
shifts χ1 and χ2. With these frequency shifts of the indi-
vidual modes, it is easy to obtain the frequency shifts of
the cavity magnon polaritons (CMPs) [62]. To find out
the multistability, we need to solve the equations numer-
ically to get the CMP frequency shifts at specific drive
powers [Fig. 1(b)]. In this work, we focus on the upper-
branch CMP with a frequency of ωUP. In the experiment,
K1/2π = 0.0074 nHz, K2/2π = 0.0295 nHz, and the
numbers of magnons excited are both less than 3% of the
total number of spins in the two YIG spheres [62].

Transition from bistability to multistability.—We tune the
two magnon modes to ω1/2π = 10.212 and ω2/2π =
10.198 GHz, being off resonance to the cavity mode TE102

(ωc/2π = 10.080 GHz). In the case with positive
Kerr coefficient, the system is found to reach the multi-
stable regime only when the drive-field frequency detuning
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FIG. 2. Frequency shift χUP of the upper-branch CMP versus the
drive power Pd. The blue (green) triangles are the forward (back-
ward) sweeping results. (a) δUP/2π ≡ (ωUP−ωd)/2π = −2, (b)
−6, (c) −10, and (d) −18 MHz. The red triangles are obtained
by sweeping the drive power backward from 26 dBm, when the
upper-branch CMP is in the middle stable state (MSS). The black
curves are numerical results calculated using Eq. (2). The gray
area depicts the tristable region. The yellow star indicates the
state in which we measure the memory effect.

δUP ≡ ωUP − ωd is negative. We monitor the frequency
shift χUP of the upper-branch CMP while sweeping the
drive power forward and backward. In Fig. 2(a), only one
hysteresis loop is observed at δUP/2π = −2 MHz, cor-
responding to the bistability of the upper-branch CMP. As
we tune δUP/2π to −6 MHz, we observe two separated
hysteresis loops [Fig. 2(b)]. In this case, multistability still
does not occur. We further tune δUP/2π to −10 MHz.
Now, two hysteresis loops start to merge with each other,
and the multistability is going to emerge [Fig. 2(c)]. When
the detuning becomes δUP/2π = −18 MHz, the frequency
shift of the upper-branch CMP in Fig. 2(d) clearly indi-
cates the occurrence of three stable states in the drive-
power range from 18.5 to 22 dBm (gray region). The sand-
wiched state in the tristable region is observed by sweeping
the drive power backward when the upper-branch polari-
ton frequency shift is initially prepared in the middle stable
state (MSS), as depicted by the red triangles.

Theoretical curves are calculated using Eq. (2), which fit
well with the experimental results. Multistability was first
predicted for the cavity magnonic system in Ref. [49]. Our
observations in Fig. 2 convincingly verify this prediction
and reveal the excellent tunability of the cavity magnonic
system.

Long-time memory of the stable state.—Multistability
has great potential applications in memory and switches.
In previous work, the spin memory of hundreds of exciton
polaritons was reported [53]. In the multistable region, the
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FIG. 3. (a) The memory time measurement. The system is first
prepared in the MSS located in the tristable region. The drive
field is turned off and on to find out the maximum memory time
(5.11 s). The inset is the schematic of the drive-power sweep-
ing procedure. (b) The observed frequency-shift relaxation and
fitting. The fitting equation is χUP/2π = 19.84 e−ΓUPt MHz,
which gives the relaxation rate ΓUP/2π = 0.049 Hz. (c) A se-
quence of switches with different power-off times. From left to
right, they are 3.60, 4.20, 4.80, and 5.20 s, respectively. For the
power-off time of 5.20 s, we find that the system can no longer
recover to the MSS.

system staying in which stable state depends on the history
the system has experienced. In our system, after turning off
the drive field, the higher-energy stable state will have its
energy relaxed. Then the frequency shift of the polaritons
will quickly vanish. If the microwave drive is turned off for
a sufficiently long period, the system can no longer return
to the higher-energy stable state when the microwave drive
is turned on again. However, there is a critical time (termed
as the memory time) for the relaxed system that can still re-
cover to the higher-energy stable state when the drive field
is applied again. In this work, we experimentally testify
that the multistable state of the CMP has a considerably
long memory time.

We investigate the memory time of the MSS in the
tristable region indicated by the yellow star in Fig. 2(d).
In Fig. 3(a), we first prepare the CMP in the higher-energy
state with a certain frequency shift by applying a 26 dBm
drive field. Meanwhile, we turn on the probe field to con-
tinuously monitor the frequency shift of the upper-branch
CMP. Then we gradually sweep the drive power to 21 dBm.
The system now enters the tristable region and reaches the
state labeled by the yellow star. This state can be accessed
only by performing the aforementioned driving procedure.
Therefore, the driven history is stored by the state. Next,
we turn off the drive field and keep monitoring the polari-
ton frequency shift. The frequency shift quickly vanishes.
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FIG. 4. (a) Left panel: Schematic of the input levels. A strong
(moderate) drive power represents the 2 (1) input, and the drive
power off represents the 0 input. Right panel: The two inputs A
and B are combined to drive the upper-branch CMP. To ensure
the joint power equal to the larger input of the two inputs, we
add a phase shifter in one of the channels and finely adjust the
relative phase. (b) Top panel: The sequences of the ternary logic
OR gate A-B inputs. Bottom panel: The corresponding outputs
of the logic gate. The well-separated output levels 0, 1, and 2
correspond to the zero, small, and large frequency shifts of the
upper-branch CMP.

After a period of time, we turn on the drive field again,
and the system starts to revive and finally returns to the
MSS. We term the time interval between turning off and
on the drive field as the memory time. In the case of the
drive power switching on and off at 21 dBm, the maximum
memory time is found to be 5.11 s [62]. When the turning-
off time exceeds 5.11 s, the CMP frequency shift cannot
recover to the MSS again [see Fig. 3(c)].

The relaxation rate of the frequency shift reflects the
time scale of the magnetocrystalline anisotropy energy re-
laxation [62]. In Fig. 3(b), the exponential relaxation of
the CMP frequency shift is fitted and the relaxation rate
is found to be ΓUP/2π = 0.049 Hz. It shows that this
energy relaxation process owns a rate far smaller than the
linewidth of the magnon mode. Relaxation rates measured
at various initial states are fitted [62], which are all close to
0.049 Hz.

Ternary logic gate.—Our tristable cavity magnonic sys-
tem is a controllable multivalued system, which can be
used to build ternary logic gates. As mentioned above, cor-
responding to a specific drive power, there is a frequency
shift of the upper-branch CMP. The magnitude of these fre-
quency shifts are determined by the theoretical multistabil-
ity curve solved using Eq. (2). By suitably selecting three
input powers, three highly distinguishable frequency shifts
can be defined as the “0, ” “1, ” and “2” output states, as
schematically shown in Fig. 1(b). The corresponding in-

puts 0, 1, and 2 are illustrated in Fig. 1(b) and the left panel
of Fig. 4(a). The ternary logic gate we demonstrate is an
OR gate, in which, as long as one of the two inputs is 2,
the output is 2. If there is no strong drive power (2) input,
but there are two or one moderate inputs 1, the output is 1.
If both of the two inputs are 0, the output is 0, i.e., there is
no CMP frequency shift.

In the case with the two drive fields applied simultane-
ously, to have the joint drive power equal to the larger input
power of the two inputs, we add a phase shifter at one of
the input channels. The phase shifter is carefully tuned and
fixed to achieve a 2π/3 phase delay between the two input
channels [67], which makes the synthesized power of two
2 (1) inputs equal single 2 (1) input [see Fig. 4(a)]. For
a 2 input plus a 1 input, the strong drive power is several
times the moderate drive power. After the synthesis, the
joint drive power can be approximately equal to the strong
drive power. Our follow-up experiments have confirmed
this.

In the experiment, we design a series of input A-input
B combinations, including all the nine logic configurations
listed in the truth table in Fig. 1(c). The input sequences
are shown in the top panel of Fig. 4(b). The output of
the ternary OR gate is displayed in the bottom panel of
Fig. 4(b). We find that different input combinations give
excellent distinguishable output states of 0, 1, and 2, which
correspond to the zero, small, and large frequency shifts of
the upper-branch CMP. These results unambiguously indi-
cate the implementation of an OR gate.

Conclusions.—We have experimentally demonstrated
the multistability in a three-mode cavity magnonic system.
In the tristable region, we find the long-time memory ef-
fect of the middle stable state of the CMP frequency shift.
The memory time can be as long as 5.11 s, which is mil-
lions of times the coherence time of the magnon mode
and that of the cavity mode. The switch function of the
memory is also characterized within the maximum mem-
ory time, which shows a good switchable feature. Utiliz-
ing the multivalued cavity magnonic system, we build a
ternary logic OR gate, which exhibits highly distinguish-
able logic states. Our findings offer a novel way towards
cavity magnonics-based memory and computing.
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Supplemental Material for
Long-Time Memory and Ternary Logic Gate Using a Multistable Cavity Magnonic System

I. THE HAMILTONIAN OF THE CAVITY MAGNONIC SYSTEM

We study a three-mode cavity magnonic system consisting of two Kittel modes in two YIG spheres and a cavity mode.
Among them, one of the magnon modes is driven by a microwave field. The Hamiltonian of the cavity magnonic system
is

H = Hc +
2∑
i=1

(Hm,i +Hint,i) +Hd, (S1)

where Hc is the Hamiltonian of the cavity mode, Hm,1(2) is the Hamiltonian of the magnon mode 1(2), Hint,1(2) is the
interaction Hamiltonian between the magnon mode 1 (2) and the cavity mode, and Hd is the interaction Hamiltonian
related to the drive field. In the experiment, the probe-field power is−20 dBm, which is much smaller than the drive-field
power of 15 ∼ 30 dBm. Also, the probe field is loaded through the cavity port and the drive field is directly applied to
the YIG sphere via the antenna, yielding the latter to have a much higher excitation efficiency on the magnons. Therefore,
we ignore the magnons excited by the probe field in our experiment.

First, we focus on the Hamiltonian of the magnon mode. Under the bias magnetic field B0, the Hamiltonian reads [1, 2]

Hm = −
∫
Vm

M ·B0dτ −
µ0

2

∫
Vm

M ·Handτ, (S2)

where the first term represents the Zeeman energy and the second term is the magnetocrystalline anisotropy energy. In
Eq. S2, Vm is the volume of the YIG sphere, M = (Mx,My,Mz) is the magnetization of the YIG sphere, µ0 is the
vacuum permeability, and Han is the anisotropic field due to the magnetocrystalline anisotropy in the YIG crystal.

We adopt the direction of the bias magnetic B0 as the z direction (B0 = B0ez). When the [100] crystal axis of the YIG
sphere is aligned along the bias magnetic field, the anisotropic field is given by [3]

Han =
2KanMz

µ0M2
ez, (S2)

where Kan is the first-order magnetocrystalline anisotropy constant. The Hamiltonian of the magnon mode is

Hm = −B0MzVm −
KanM

2
z

M2
Vm. (S3)

Using the macrospin operator S = MVm/~γ ≡ (Sx, Sy, Sz) [4], where γ is the gyromagnetic ratio and ~ is the reduced
Planck constant, the Hamiltonian Hm can be written as

Hm/~ = −γB0Sz −
~Kanγ

2

M2Vm

S2
z . (S4)

Here we can define the Kerr coefficient as

K = −~Kanγ
2

M2Vm

. (S5)

With the parameters M = 143.2 kA/m, Kan = −610 J/m3 [3], γ/2π = 28 GHz/T, ~ = 1.0546 × 10−34 J · s, and
Vm = 4.19 × 10−9 m3 for the YIG sphere of 1 mm in diameter, we obtain the Kerr coefficient K/2π = 0.0295 nHz
for the [100] crystal axis of the YIG sphere aligned along the bias magnetic field. By rotating the YIG sphere to tune the
angle between the crystal axis and the bias magnetic field, the resulting Kerr coefficient can be changed from positive to
negative [5].

To achieve the strong-coupling regime, we place the two YIG spheres at the antinodes of the cavity magnetic field hc
(cf. Fig. 1 in the main text). Compared with the cavity volume, the YIG spheres are relatively small, so we can assume
that the cavity magnetic field is nearly uniform throughout each YIG sphere. Considering the different phases of the cavity
magnetic field at the two YIG spheres, we can write the interaction Hamiltonians between the macrospins and the cavity
mode as [2, 4]

Hint,1/~ = 2gs,1Sx,1(a† + a)

= gs,1(S+
1 + S−1 )(a† + a),

(S6)



2

Hint,2/~ = 2gs,2Sy,2(a† + a)

= −igs,2(S+
2 − S−2 )(a† + a),

(S7)

where the macrospin of the YIG sphere 1(2) couples to the cavity magnetic field along the x (y) direction, and gs,1(2) is
the coupling strength between the macrospin 1(2) and the cavity mode. In the experiment, a drive field of frequency ωd is
applied to directly pump the YIG sphere 1 along the y direction. The corresponding interaction Hamiltonian is

Hd/~ = −iΩs(S
+
1 − S−1 )(eiωdt + e−iωdt), (S8)

where Ωs denotes the coulping strength between the drive field and the macrospin of the YIG sphere 1. The drive magnetic
field at port 3 is designed to be perpendicular to the cavity magnetic field. Also, the cavity microwave magnetic field will
not pass through the loop of the antenna, which results in a nearly zero coupling between the antenna and the cavity, as
shown in Fig. S1. Therefore, we neglect the drive-field effect on the cavity mode in the Hamiltonian.

ꭥd

FIG. S1. Schematic of the loop antenna for pumping the adjoining YIG sphere and the cavity magnetic field distribution.

Then, we harness the Holstein-Primakoff transformation [6]: S+ =
√

2S − b†bb, S− = b†
√

2S − b†b, and Sz = S −
b†b, where S is the total spin of the sample. The mean excitation numbers of magnons in two YIG spheres can be calculated
using the frequency shift χ1(2) and Kerr coefficient K1(2) via the relation χ1(2) = 2K1(2)〈b†1(2)b1(2)〉 (see Eqs. S11-S16

for details). In our experiment, when the drive power is 30 dBm, 〈b†1b1〉 = 3.26 × 1017 and 〈b†2b2〉 = 9.45 × 1016.
The excitation numbers are much smaller than the total spin S of a 1 mm-diameter YIG sphere, S = 5.52 × 1018,
calculated using S = ρVms, with ρ = 4.22 × 1027 m−3, Vm = 4

3
πR3, R = 1 mm, and s = 5

2
[7, 8]. Therefore,

we get 〈b†1b1〉/2S = 2.9% and 〈b†2b2〉/2S = 0.86%. The proportions of the magnons excited with respect to the total
spin number are both less than 3%, and the higher-order terms can be neglected in the Holstein-Primakoff transformation.
In this case, we have S+ ≈ b

√
2S and S− ≈ b†

√
2S. Under the rotating-wave approximation (i.e., neglecting the fast

oscillating terms), the total Hamiltonian of the cavity magnonic system becomes

H/~ =ωca
†a+ ω1b

†
1b1 + ω2b

†
2b2 +K1b

†
1b1b

†
1b1 +K2b

†
2b2b

†
2b2

+ g1(a†b1 + ab†1)− ig2(a†b2 − ab†2)− iΩd(b1e
iωdt − b†1e−iωdt),

(S9)

where ω1(2) is the frequency of the magnon mode 1(2), g1(2) =
√

2Sgs,1(2) is the coupling strength between the magnon
mode 1(2) and the cavity mode, and Ωd =

√
2SΩs is the drive-field Rabi frequency. In order to obtain a large multistable

region at a low drive power, numerical simulations indicate that it is preferable to chooseK2 four times ofK1 in our setup.
For the YIG sphere 2, its [100] crystal axis is set to be parallel to the bias magnetic field, so we getK2/2π = 0.0295 nHz
and then set K1 to be K1/2π = 0.0074 nHz by adjusting the orientation of the YIG sphere 1.

In the rotating reference frame with respect to the drive-field frequency, we obtain the following quantum Langevin
equations:

ȧ = −i(δc − iκc)a− ig1b1 − g2b2,

ḃ1 = −i(δ1 + 2K1b
†
1b1 +K1 − iγ1)b1 − ig1a+ Ωd,

ḃ2 = −i(δ2 + 2K2b
†
2b2 +K2 − iγ2)b2 + g2a,

(S10)

where δc = ωc − ωd, and δ1(2) = ω1(2) − ωd. Then, we write each of the operators a, b1, and b2 as the sum of the
steady-state value and the fluctuation, i.e., a ≡ A+ δa, b1 ≡ B1 + δb1, and b2 ≡ B2 + δb2. At the steady state, we can
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have the equations for A, B1, and B2:

(δc − iκc)A+ g1B1 − ig2B2 = 0,

(δ1 + χ1 − iγ1)B1 + g1A+ iΩd = 0,

(δ2 + χ2 − iγ2)B2 + ig2A = 0,

(S11)

where we have used the mean-field approximation for the Kerr terms and the condition 〈b†1(2)b1(2)〉 � 1. Here, χ1(2) =

2K1(2)〈b†1(2)b1(2)〉 is the frequency shift of the magnon mode 1(2) due to the Kerr nonlinearity. From the third equation in
Eq. S11, we have

B2 = −iη2(δ2 + χ2 + iγ2)A/g2, (S12)

where η2 = g2
2/[(δ2 + χ2)2 + γ2

2 ]. Substituting Eq. S12 into the first equation in Eq. S11, we have

[δc − η2 (δ2 + χ2)− i (κc + η2γ2)] A + g1B1 = 0. (S13)

Then, we define δ̃c ≡ δc − η2(δ2 + χ2). Substitution of Eq. S13 into the second equation in Eq. S11 gives{
δ1 + χ1 − η1δ̃c − i [γ1 + η1 (κc + η2γ2)]

}
B1 + iΩd = 0, (S14)

where η1 = g2
1/[δ̃

2
c + (κc + η2γ2)2]. Multiplying Eqs. S12-S14 with their complex conjugates, we can obtain the follow-

ing equations for the frequency shifts of the magnon modes:

[δ̃2
c + (κc + η2γ2)2]Λ− g2

1χ1 = 0,

{(δ1 + χ1 − η1δ̃c)
2 + [γ1 + η1(κc + η2γ2)]2}χ1 − kPd = 0,

[(δ2 + χ2)2 + γ2
2 ]χ2 − g2

2εΛ = 0,

(S15)

where Λ = 2K1|A|2, ε = K2/K1, and kPd = 2K1|Ωd|2. This is Eq. (2) in the main text. It should be noted that
k is the only fitting parameter in our experiment. It is related to the conversion efficiency of the drive power Pd to the
magnon mode 1 via the Kerr effect of magnons. For a given drive power Pd, we can solve Eq. S15 to obtain the numerical
solution for the magnon-mode frequency shift χ1(2). With these frequency shifts included, we then obtain the effective
Hamiltonian of the hybrid system,

H/~ ≈ ωca
†a+ (ω1 + χ1)b†1b1 + (ω2 + χ2)b†2b2 + g1(a†b1 + ab†1)− ig2(a†b2 − ab†2). (S16)

With given χ1 and χ2, this Hamiltonian has three eigenvalues, i.e., the frequencies of the lower-branch (ωLP), middle-
branch (ωMP), and upper-branch (ωUP) cavity magnon polaritons (CMPs). We define the frequency shift of the upper-
branch CMP as χUP = ωUP(χ1, χ2)− ωUP(χ1 = 0, χ2 = 0). By numerically solving Eqs. S15 and S16, we can obtain
the frequency shift χUP of the upper-branch CMP. Under appropriate conditions, the frequency shift has five solutions,
three of them are stable and other two are unstable. From the experimental results, we have the following parameters
of the hybrid system: ω1/2π = 10.212 GHz, ω2/2π = 10.198 GHz, ωc/2π = 10.080 GHz, g1/2π = 41.5 MHz,
g2/2π = 50.5 MHz, γ1/2π = 13.6 MHz, γ2/2π = 1.3 MHz, κc/2π = 3.2 MHz, K1/2π = 0.0074 nHz, and
K2/2π = 0.0295 nHz. Via the multistability experiment, we obtain the parameter k = 20 by fitting the multistability
curves with the numerical results.

II. THE MEASUREMENT OF THE MULTISTABILITY

To get the coupling strengths, in the experiment, we first place YIG sphere 1 in the cavity and measure the transmission
spectrum. The coupling strength between the Kittel mode in YIG sphere 1 and the cavity mode is determined at the
resonance point, which is g1/2π = 41.5 MHz. Then we place YIG sphere 2 in the cavity without removing YIG sphere
1 out. The coupling strength between the Kittel mode in YIG sphere 2 and the cavity mode is obtained as g2/2π =
50.5 MHz by fitting the transmission curve shown in Fig. S2(b).

The transmission spectra of the cavity magnonic system without applying a drive field are measured and plotted versus
both the magnet-coil current and the probe-field frequency, as shown in Fig. S2(a), where three branches of CMP occur.
When the magnet-coil current is 5.37 A, the frequencies of the two magnon modes are ω1/2π = 10.212 GHz and
ω2/2π = 10.198 GHz. In this case, the three branches of CMP are labeled in Fig. S2(b). The frequencies of the lower-
branch, middle-branch, and upper-branch CMPs are denoted as ωLP, ωMP, and ωUP, respectively. We apply the drive
field on the upper-branch CMP with δUP/2π = (ωUP − ωd)/2π = −18 MHz and measure the transmission spectra by
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FIG. S2. (a) 2D contour plot of the transmission spectra of the cavity magnonic system measured versus both the magnet-coil current
(i.e., the bias magnetic field) and the probe field frequency. Two tilted dashed lines indicate the two magnon modes. (b) The transmis-
sion spectrum measured at the magnet-coil current 5.37 A. We focus on the upper-branch polariton shown in the red dashed box when
demonstrating the multistability in the cavity magnonic system. (c), (d) and (e) The transmission spectra measured versus both the
probe field frequency and the drive power while the drive-field frequency detuning is δUP/2π = −18 MHz. The red peak corresponds
to the upper-branch CMP. (c) The drive power is swept forward. (d) The drive power is swept backward. (e) The drive power is swept
backward from 26 dBm, and the upper-branch CMP is initially prepared in the frequency-shift middle stable state (MSS). The tristable
region can be found between the two vertical dashed lines. The color scale is the same for all graphs.

sweeping the drive-field power. The measured 2D contour plots are shown in Figs. S2(c)-S2(e), where the peaks in red
represent the upper-branch CMP. The central frequencies of the peaks correspond to the frequency of the upper-branch
polariton. We use the ‘max’ function in Matlabr to find the peak frequencies of the transmission spectra. Figures S2(c)
and S2(d) are obtained by sweeping the drive power forward and backward, respectively. The frequency shifts and jumps
of the upper-branch CMP are clearly observed. Figure S2(e) shows the result obtained by sweeping the drive power
backward when the upper-branch CMP is initially prepared in the middle stable state of the frequency shift. Figures S2(c)-
S2(e) clearly indicate that there are three stable states for the frequency shift of the upper-branch CMP when the drive
power ranges from 18.5 to 22 dBm. Therefore, we have experimentally realized the multistability of the CMP.

III. THE FREQUENCY-SHIFT RELAXATION RATE

Following Eq. S3, the Hamiltonian for the magnetocrystalline anisotropy energy of the YIG sphere is

Han/~ = −~Kanγ
2

M2Vm

S2
z . (S17)

Using the Holstein-Primakoff transformation [6] Sz = S − b†b, we have

Han/~ = −~Kanγ
2

M2Vm

(S2 − 2Sb†b+ b†bb†b). (S18)

In the low-excitation case with 〈b†b〉 � S, Han can be approximated as

Han/~ ≈ −
~Kanγ

2

M2Vm

(S2 − 2Sb†b). (S19)
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Without the magnon excitation, the magnetocrystalline anisotropy energy is Han/~ = −~Kanγ
2S2/(M2Vm). Under the

mean-field approximation, the variation of the magnetocrystalline anisotropy energy due to the magnon excitation can be
written as

∆Ean/~ ≈
2S~Kanγ

2

M2Vm

〈b†b〉 = 2SK〈b†b〉, (S20)

which is proportional to the magnon excitation number.
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FIG. S3. Relaxation rate measurements for the CMP frequency shift. (a) The frequency shift of the upper-branch CMP is first tuned
to one MSS where the drive power is 20.75 dBm. The green circles are the experimental results, and the black line is the exponential
fitting curve. The relaxation rate is fitted to be ΓUP/2π = 0.051 Hz. (b) The initial state is another MSS where the drive power is
20.5 dBm. The blue rhombuses are the experimental results. The relaxation rate is fitted to be ΓUP/2π = 0.046 Hz.

In the experiment, when the drive field is turned off, the magnon excitation number will decrease and the magnetocrys-
talline anisotropy energy will relax. Since the frequency shift of the magnon mode is also proportional to the magnon
excitation number, the relaxation rate of the frequency shift reflects the time scale of the magnetocrystalline anisotropy
energy relaxation. In the main text, we have shown that when the upper-branch CMP is driven to the middle stable state
(MSS) where the drive power is 21 dBm, the measured energy relaxation rate is 0.31 Hz. In Fig. S3, we measure the mag-
netocrystalline anisotropy energy relaxation after the upper-branch CMP is prepared in the MSS by using two different
drive powers. For the MSS with the drive power of 20.75 dBm, the energy relaxation rate is 0.051 Hz. For the MSS with
the drive power of 20.5 dBm, the energy relaxation rate is 0.046 Hz. As expected, the measured energy relaxation rates
are very close to each other. These individual measurements reveal the intrinsic relaxation rate of the magnetocrystalline
anisotropy energy.
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FIG. S4. Relaxation of the upper-branch CMP frequency shift in the tristable region. The critical memory time is determined by the
relaxation time of the frequency shift from A to B.
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IV. RELATIONSHIP BETWEEN THE MAXIMUM MEMORY TIME AND THE RELAXATION TIME OF THE CMP
FREQUENCY SHIFT

As shown in Fig. S4, the gray triangles are the frequency shift χUP of the upper-branch CMP at different drive powers.
The data points are the same as in Fig. 2(d) in the main text. After the frequency shift is prepared to be at the point A, we
turn off the drive field. The frequency shift first relaxes to B, and then to C (zero frequency shift) afterwards. When we
turn on the drive field before the frequency shift goes down below B, the frequency shift can still go back to A. Therefore,
the state A is revived. When we turn on the drive field after the frequency shift goes down below B, the frequency shift
can only go back to B even if we turn on the drive field again. Then, the memory of the state A is lost.

The maximum memory time is determined by the relaxation time of the CMP frequency shift from A to B, as shown in
Fig. S4, which is 5.11 s in the present case.
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