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The pyrochlore ruthenate In2Ru2O7 displays a subtle competition between spin-orbital entangle-
ment and molecular orbital formation. At room temperature, a spin-orbit-entangled singlet state
was identified. With decreasing temperature, In2Ru2O7 undergoes multiple structural transitions
and eventually forms a nonmagnetic ground state with semi-isolated Ru2O units on the pyrochlore
lattice. The dominant hopping through the Ru-O-Ru linkage leads to molecular orbital formation
within the Ru2O units. This molecular orbital formation is unique in that it involves the O2−

anions, unlike the transition-metal dimers observed in systems with edge-sharing octahedra. We
argue that the covalent character of In-O bonds plays a pivotal role in the structural transitions and
molecular orbital formation and such bonding character of “A-site” ions is an important ingredient
for electronic phase competition in complex transition metal oxides.

Complex transition-metal oxides are a platform for a
plethora of exotic electronic phases and functions where
multiple degrees of freedom of d-electrons, together with
underlying lattice topology, are at play. The ground states
of these systems are governed by a subtle balance of the
relevant electronic parameters such as Coulomb repulsion,
bandwidth, and crystal field. 4d ruthenium compounds
have so far played a remarkable role in providing such
exotic phases, encompassing unconventional superconduc-
tivity [1], metal-insulator transition [2, 3] and quantum
magnetism [4].

Besides metallic and magnetic insulator ground states,
some ruthenium compounds exhibit a nonmagnetic and
insulating state accompanied by the formation of molecu-
lar orbitals comprising d-electrons. A prominent example
is honeycomb ruthenate Li2RuO3, which undergoes a
dimerization of the Ru atoms below ∼ 550 K [5, 6], where
4d electrons are accommodated into the molecular or-
bitals localized on the dimers. A similar dimerization
has been found in 4d and 5d-based honeycomb systems,
especially under high pressures [7, 8]. The spatially ex-
tended t2g orbitals in the dimers have substantial overlap
across the edges of the anion octahedra and split into
bonding and antibonding molecular orbitals. Much more
complex orbital molecules may be formed on a frustrated
lattice, where a simple arrangement of dimers may be
unfavourable [9–11].

In heavy transition-metal compounds such as ruthen-
ates, another key ingredient for their electronic properties
is spin-orbit coupling. In those materials, the magnitude

of spin-orbit coupling is non-negligible and comparable
to the other electronic parameters such as Hund’s cou-
pling and non-cubic crystal field, often yielding spin-orbit-
entangled Jeff states [12]. In ruthenium compounds, Ru4+

ions (t42g configuration), most commonly seen in complex
ruthenium oxides, may give rise to a spin-orbit-entangled
Jeff = 0 singlet state. While the Jeff = 0 state is non-
magnetic, exotic magnetic ground states are expected to
emerge owing to exchange interactions through the upper-
lying Jeff = 1 triplet separated by the spin-orbit coupling.
It has been proposed that if the gap between the Jeff = 0
and 1 states is small compared to the exchange interac-
tion, magnetic ordering can occur, which is viewed as the
condensation of the Jeff = 1 triplet and dubbed excitonic
magnetism [13]. Indeed, a layered perovskite Ca2RuO4

has been demonstrated to display excitonic magnetism,
where an amplitude mode with soft-moments, a hallmark
of excitonic magnetism, has been identified [14]. The
presence of excitonic magnetism remains unexplored in
other ruthenates.

The competition of electronic phases including molec-
ular orbital formation and spin-orbital entanglement is
expected to be more pronounced in ruthenates with a
frustrated lattice where conventional spin and orbital or-
dering may be suppressed. We have therefore focused on
pyrochlore ruthenates A2Ru2O7 (A: trivalent ion). The
pyrochlore ruthenates have been regarded as S = 1 Mott
insulators, possibly due to the presence of a strong trigonal
distortion which may lift the degeneracy of the t2g orbitals
and thus competes with spin-orbit coupling. While most
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of these pyrochlores show long-range magnetic ordering
at low temperatures [15], Tl2Ru2O7 exhibits a metal to
nonmagnetic insulator transition at ∼ 120 K [16, 17].
The nonmagnetic singlet state has been attributed to the
formation of a Haldane gap in the one-dimensional zigzag
chains of S = 1 Ru ions on the pyrochlore lattice [18].
The distinct behavior of Tl2Ru2O7 may be related with
the covalency of Tl-O bonds which has been discussed to
play a role in the metal-insulator transition [16, 17, 19].
The covalent character of A-O bonds thus may be an
important factor for the ground state of pyrochlore oxides.
Additionally, the role of spin-orbit coupling has not been
fully investigated in pyrochlore ruthenates.

To explore the novel phase competition in pyrochlore
ruthenates and investigate the impact of A-O bond cova-
lency, we synthesized a new compound In2Ru2O7. The
strong covalency of In-O bonds has been identified in
the sister compound, a pyrochlore iridate In2Ir2O7 [20].
At high temperatures above 450 K, In2Ru2O7 crystallizes
in a cubic pyrochlore structure, but adopts a distorted
pyrochlore structure at room temperature. From spectro-
scopic measurements, In2Ru2O7 was found to host a Jeff

= 0-derived singlet state at room temperature despite the
largest trigonal distortion among the family of pyrochlore
ruthenates. The spin-orbit-entangled singlet state is not
stable in In2Ru2O7 at low temperatures. Through the
successive structural transitions likely associated with the
covalent In-O bonds, In2Ru2O7 displays a nonmagnetic
insulating state below 220 K. The nonmagnetic ground
state was found to originate from a molecular orbital
formation within the semi-isolated Ru2O units on the
pyrochlore lattice. We argue that the unique molecular
orbital formation involving oxygen atoms, distinct from
the dimers with direct overlap of d-orbitals, is associated
with the distortion of In-O network induced by bond cova-
lency. Our result demonstrates that the bond character of
constituent ions, which is often overlooked in the physics
of complex transition-metal oxides, can be an important
factor in electronic phase competition in those materials.

RESULTS

Spin-orbit-entangled singlet state near room
temperature

The powder and single crystals of In2Ru2O7 were syn-
thesised by a solid-state reaction and a flux method under
high-pressures of 6 and 8 GPa, respectively (see Meth-
ods). At room temperature, the powder X-ray diffraction
pattern of the product indicated the pyrochlore-like struc-
ture but there are several small peaks which cannot be
indexed by the cubic pyrochlore structure with the space
group Fd3m (marked with red asterisks in Fig. 1c). By
increasing the temperature above 450 K, the small peaks
disappear and the Rietveld analysis of the X-ray and neu-

tron powder diffraction patterns shows that the product is
single phase cubic pyrochlore In2Ru2O7 (Fig. 1a) without
any impurities within the instrumental resolution (see
Supplementary Fig. S1 and Table S1). In2Ru2O7 has
the smallest cubic lattice parameter a = 9.9847(1)�A at
T = 493 K, the most trigonally compressed RuO6 octahe-
dra and the smallest Ru-O-Ru angle of 125.6(3)° among
the reported pyrochlore ruthenates.

With decreasing temperature, In2Ru2O7 was found
to undergo a weak tetragonal distortion at ∼ 450 K
and the single crystal X-ray diffraction indicated a non-
centrosymmetric structure with space group P41212 (Sup-
plementary Fig. S2 and Table S1). The unit cell remains
approximately the same size (Fig. 1b) and both In and
Ru sites, which are originally 16-fold single sites in the
cubic phase, split into two 4-fold and one 8-fold sites
each. The changes in the Ru-O bond lengths and Ru-O-
Ru bond angles are not appreciable, and the degree of
Ru-O bond modulation is of the order of 3 % (Supplemen-
tary Fig. S3). In contrast, the coordination environment
around the In atoms distorts significantly. In the cubic
phase above 450 K there are two crystallographically in-
equivalent oxygen sites, O1 and O2. The Ru atoms are
octahedrally coordinated by the O1 atoms, whereas the
In atoms are coordinated by six O1 and two O2 atoms,
forming a scalenohedron (Fig. 1a). The In-O1 bonds of
2.375�A in the cubic phase disproportionate into shorter
(2.30�A) and longer (2.66�A) bonds with a difference of as
much as 10 % in the P41212 structure (Fig. 1d).

Above room temperature, the resistivity ρ(T ) of
In2Ru2O7 shows an insulating behaviour with an acti-
vation gap of ∼150 meV, and the magnetic susceptibil-
ity χ(T ) shows a Curie-Weiss-like increase on cooling as
shown in Fig. 2a and b. The Fd3m → P41212 struc-
tural transition at ∼ 450 K does not exhibit pronounced
anomalies in ρ(T ) and χ(T ), and is of second order as
supported by the absence of a visible peak in differential
scanning calorimetry (DSC) at this temperature (Fig. 2c).
The density functional theory calculations for the Fd3m
and P41212 phases without Coulomb repulsion U indi-
cate a metallic state with a sizeable density of states at
the Fermi energy EF (Fig. 4b), pointing to a Mott insu-
lating state in these phases. In addition, the calculated
band structures of the two phases show no significant
differences near EF (Supplementary Fig. S4), implying
that the phase transition is not electronic in origin and
is caused by the lattice instability of the In-O bonding
geometry.

The Curie-Weiss fit of χ(T ) at high temperatures
(> 500 K) yields an effective moment µeff of 3.83(2)µB

which exceeds that of S = 1, implying that the the fit is
performed well below the Curie-Weiss regime, or that the
magnetic properties cannot be accounted for by spin-only
moments. In order to study the electronic structure of
In2Ru2O7, we performed resonant inelastic X-ray scat-
tering (RIXS) measurement at the Ru L3 edge (Fig. 3a).
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FIG. 1. Structural changes of In2Ru2O7 through multiple phase transitions. a Crystal structure of In2Ru2O7 in the
high-temperature cubic phase (Fd3m). The red and yellow spheres represent two distinct oxygen sites, O1 and O2, respectively.
b The relationship between unit cells for the cubic (Fd3m, ac), orthorhombic (C2221, ao, bo and co) and two tetragonal
structures (P41212, a(c)t and P421c, a(c)t′). ao, bo ∼

√
2at and ct′ ∼ 2ct. The tetragonal phase around room temperature

(P41212) has a unit cell metric nearly identical to that of the cubic phase. c powder X-ray diffraction patterns of In2Ru2O7

in the cubic (493 K) and P41212 tetragonal (263 K) phases. The peaks marked by asterisks are visible only in the P41212
tetragonal phase. d The change of In-O bonding geometry with decreasing temperature. The yellow and other-coloured spheres
denote the O2 or O2-derived and O1 or O1-derived oxygen atoms, respectively. In the P421c phase at 10 K, the green oxygen
atom (O4) is part of the short Ru3-O4-Ru3 bond shown in Fig. 4a. For more detail, see Supplementary Tables S3 and S4. e
Neutron powder diffraction patterns of In2Ru2O7 showing the evolution of the 440 reflection with decreasing temperature. The
space group of the tetragonal phase at 225 K has not been identified yet.

At T = 260 K, namely in the P41212 phase, we resolved
six excitation peaks centred at 53(17) meV, 276(40) meV,
394(34) meV, 700(18) meV, 1.01(2) eV and ∼ 3.5 eV in
addition to the elastic one. While the broad peak at
3.5 eV represents the excitations from the t2g to eg mani-
fold, namely 10Dq, the ones below 1.5 eV correspond to
excitations within the t2g manifold. The t2g multiplet
excitations are labeled φ1, φ2, φ3, φ4 and φ5 as shown
in Fig. 3b. Our band structure calculation of the Fd3m
phase without spin-orbit coupling shows a split of the t2g
manifold into the a1g and eg states by the trigonal crystal
field and the energy difference between the two manifolds
is ∼ 200 meV. This trigonal crystal field alone does not
explain the lowest excitation at 53 meV. Considering the
similar band structures between the Fd3m and P41212
phases, the impact of a weak tetragonal distortion on the
electronic structure should not be appreciable. Most likely,
the effect of spin-orbit coupling needs to be incorporated.

To describe the excitations observed below 1.5 eV, we
employed a standard Hamiltonian for d4 configuration
with Hund’s coupling JH, spin-orbit coupling λSOC and
compressive trigonal field ∆tri (see Methods). We as-
sume that 10Dq >> JH and that all four electrons re-
side in the t2g manifold. First, in the LS coupling limit,
Hund’s rules render the 3P configuration (S = 1, Leff = 1)

as the ground state, the 1D configuration (S = 0, Leff =
2) as the next excited state and the 1S configuration
(S = 0, Leff = 0) as the highest energy state as depicted
in Fig. 3c. Second, the compressive trigonal crystal field
splits the 3P and 1D multiplets into a triplet and a sex-
tet, and two doublets and a singlet, respectively. The
lowest-lying triplet approximately corresponds to L = 0,
S = 1 configuration. Finally, λSOC mixes these states
and further splits the lowest triplet into a singlet and a
doublet and then the sextet into two singlets and two
doublets which are shown in the diagram at the centre of
Fig. 3c. The ground state is a spin-orbit-entangled singlet
and a doublet (effective Sz = ±1) is the lowest excited
state. Therefore, the excitations observed at T = 260 K
can be labelled as follows: φ1 is the excitation to the low-
est doublet and φ2 and φ3 correspond to the excitations
to the states split from the (3P )-derived sextet. φ4 and
φ5 correspond to the excitations to the states split from
the (1D)-derived states. We note that the same energy
diagram can be obtained when we introduce spin-orbit
coupling right after the Hund’s coupling and then add the
trigonal crystal field, i.e. via the spliting of the Jeff -states
by the trigonal crystal field, as shown in the right side of
Fig. 3c.

By optimising the relevant parameters to the observed
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FIG. 2. Multiple phase transitions in In2Ru2O7.
Temperature-dependent a resistivity ρ(T ) and the derivative
of the resistivity dρ/dT , b magnetic susceptibility χ(T ), c heat
flow determined with differential scanning calorimetry (DSC),
and d the lattice parameters of polycrystalline In2Ru2O7, re-
spectively. The data in the main panel were collected in the
cooling process. The insets of b show the thermal hysteresis of
two transitions, where the black arrows denote the zero-field-
cooling (→) and field-cooling (←) curves. In c, the entropy
release identified in the three separate first order phase transi-
tions is indicated, and the inset shows both the heating (→)
and cooling (←) DSC curves. In d, the a, b and c lattice
parameters of the tetragonal and orthorhombic unit cells are
normalised with respect to those of the Fd3m cubic structure
as indicated in the figure.

peak positions, we obtain the values of JH ∼ 310 meV,
λSOC ∼ 70 meV and ∆tri ∼ 300 meV, similar to those re-
ported in Ca2RuO4 [21]. The magnitude of the non-cubic
crystal field is larger in In2Ru2O7 than that reported in
Ca2RuO4, which can be rationalised by the strong trigo-
nal compression of the RuO6 octahedra. The single-ion
model including spin-orbit coupling and trigonal crystal

field therefore explains the RIXS spectrum well, which
demonstrates that the orbital degree of freedom is un-
quenched in In2Ru2O7 and a spin-orbit-entangled singlet
state is realised at room temperature.

The behaviour of χ(T ) above room temperature can be
understood as van Vleck susceptibility arising from the
excitation between the ground state singlet and the lowest
doublet. Considering the presence of long-range magnetic
order in other pyrochlore ruthenates [22, 23], the magnetic
exchange coupling may be strong enough compared to
the magnetic excitation gap. Therefore, the van Vleck
moments residing on the singlet-doublet transition can
be induced not only by an external magnetic field, but
also by exchange interactions as well [13, 24]. In addition,
the small gap of ∼ 50 meV implies that there would be
sizeable contributions of magnetic moments from the
thermally-excited doublets at high temperatures.

Multiple phase transitions in In2Ru2O7 below room
temperature

A spin-orbit-entangled singlet state is expected to dis-
play excitonic magnetism at low temperatures via the
condensation of excited states. On cooling from 300 K,
In2Ru2O7 undergoes multiple phase transitions. First, at
around 250 K a small hump with hysteresis in χ(T ) (the
right inset of Fig. 2b) and a kink in ρ(T ) are observed
(Fig. 2a). Simultaneously, the crystal structure becomes
orthorhombic (Space group C2221), adopting ao ∼

√
2at,

bo ∼
√

2at, co ∼ ct unit cell as evident from the splitting
of the reflections in the neutron diffraction pattern at
235 K (Fig. 1e). Second, at about 230 K, χ(T ) shows a
moderate drop, while ρ(T ) exhibits a small jump. At that
temperature, the diffraction peaks associated with the
orthorhombic distortion vanish, implying that In2Ru2O7

adopts a primitive tetragonal cell. As evident from DSC,
a total entropy of ∼3 J/mol-Ru·K is released when cross-
ing these two transitions, which could suggest partial
quenching of orbital and/or spin degrees of freedom.

Upon further cooling, a sharp drop of χ(T ) down to a
value of ∼ 2.5×10−4 emu/mol-Ru is observed as shown
in Fig. 2b. Below 220 K, χ(T ) exhibits nearly no temper-
ature dependence except for the low-temperature upturn
likely due to defects or minor impurities. No further
anomalies are seen in specific heat C(T ) below 220 K
(Supplementary Fig. S5). This suggests the emergence
of a nonmagnetic state or long-range antiferromagnetic
order at the transition. ρ(T ) shows a discontinuous jump
associated with the transition, and the thermal hysteresis
of χ(T ) (the left inset of Fig. 2b) and a large peak in DSC
with an entropy release of as large as 10.39 J/mol-Ru·K
indicate that the transition is first order and involves the
quenching of spin and orbital degrees of freedom. We note
that on cooling from high temperature across the multiple
transitions, a total of ∼13.5 J/mol-Ru·K is released, which
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the form Pz(t) = Ae−(λt)β , where Pz(t) is the time-dependent asymmetry, A is the initial asymmetry, λ is the relaxation rate
and β is the exponent (see Supplementary Fig. S11 for the fitted values).

is close to the total entropy of 3P spin-orbital manifold
(Leff = 1, S = 1), namely Rln9 of the ∼ 18 J/mol-Ru·K.

To identify the nature of the low-temperature phase, we
performed muon spin rotation measurements at zero mag-
netic field (ZF-µSR) on a polycrystalline In2Ru2O7. The
time dependence of the muon asymmetry did not show
an oscillation down to 10 K (Fig. 3d), which excludes the
presence of long-range magnetic order and points to a non-
magnetic state. In addition, the RIXS spectrum measured
at 30 K displays drastic changes (Fig. 3a). A large portion
of the spectral weight appears to be transferred to higher
energies, suggesting that the local spin-orbit-entangled
singlet is no longer valid.

Formation of the Ru2O orbital molecules at low
temperatures

To unveil the nature of the low-temperature nonmag-
netic state, we investigated the crystal structure below
220 K. The single crystal X-ray diffraction, together
with powder neutron diffraction, showed that the crys-
tal symmetry of In2Ru2O7 is further reduced to the
space group P421c with the doubling of the unit cell
(Fig. 1b,e and Supplementary Fig. S2). The P421c
unit cell adopts lattice parameters of a = 10.004 15(17)�A
and c = 20.0148(5)�A, as refined at 10 K, and hosts four
inequivalent 8-fold In and Ru crystallographic sites (Sup-
plementary Table S2). For simplicity, we firstly discuss
the local structure around one of the Ru sites, Ru3. As
shown in Fig. 4a, we find that (Ru3)O6 octahedron un-
dergoes a pseudo-tetragonal compression, where two “api-
cal” oxygen atoms, O4 and O12 (light green and dark
green, respectively), move closer to the Ru atom, and four
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obtained by a scalar-relativistic calculation. The x, y and z axes point along the Ru-O bonds with the z axis parallel to the
Ru-O4 bond, as illustrated in the inset. d Molecular orbital (MO) scheme of Ru2O unit with 180° Ru-O-Ru geometry. π-type
Ru t2g - O p and σ-type Ru eg - O p hybridisation is considered. σ∗ and π∗ denote antibonding MO, while nb corresponds to
non-bonding MO. The individual Ru d levels are split due to pseudo-tetragonal distortion prior to Ru-O hybridisation. As each
Ru4+ ion provides 4 d-electrons and an O2− ion contributes 6 p-electrons, there are 14 electrons in total per Ru2O molecule.

other oxygen atoms, O7, O8 and two O14 (red), move
away from Ru. In particular, the axial Ru3-O4 bond
becomes shorter by about 10 % as compared to the other
five Ru3-O bonds. The O4 atoms involved in the short
bond form an identical Ru3-O4 bond in the neighbouring
(Ru3)O6 octahedron, giving a short Ru3-O4-Ru3 link. In
the high-temperature cubic structure, this oxygen atom
coordinates two Ru atoms and two In atoms simulta-
neously. In the P421c structure, it is displaced much
closer towards the Ru atoms, and effectively no longer
coordinates to the In atoms, where the In-O4 distance
increases up to ∼3 Å (Fig. 1d). As a result of this dis-
placement, the Ru3-O4-Ru3 angle becomes as large as
∼ 155°, while other Ru-O-Ru angles are ∼ 125°, close to
the value of the cubic phase. We find that while there are
four inequivalent Ru sites, all of them participate in such
short and large angle Ru-O-Ru bonding geometry such as
Ru2-O6-Ru2 and Ru1-O11-Ru4 bonds (see Supplemen-
tary Fig. S6). Although the details of bond distance
and angles are different at each Ru site, the observed
structural features are qualitatively the same. In contrast
to the significant change of the Ru-O bonds, the Ru-Ru
distances do not change appreciably throughout the struc-
tural transitions as corroborated by the analysis of X-ray
absorption fine structure data (Supplementary Fig. S7).
We call these Ru2O units “Ru2O molecules” based on the
formation of molecular orbitals as described below. The
Ru2O molecules are effectively isolated from each other

because of much larger inter-molecule Ru-O bond lengths.
Consequently, the Ru-O pyrochlore lattice of In2Ru2O7

transforms into an arrangement of semi-isolated Ru2O
molecules.

The pronounced distortion of the Ru-O network at
low temperatures has a strong impact on the electronic
structure. The calculated band structures for the high-
temperature and room-temperature phases (Fd3m and
P41212 structures) are metallic when on-site Coulomb
energy U is not incorporated (Fig. 4b). In contrast, the
low-temperature structure comprising Ru2O molecules
gives an insulating ground state even without the inclusion
of U . The DOS projected onto the Ru 4d orbitals and
the O 2p orbitals for one RuO6 octaheron of the low-
temperature phase, Ru3O6, is shown in Fig. 4c. The
partial DOS of the Ru 4d states are resolved into dxy,
dxz, dyz, dz2 and dx2−y2 orbitals, where the z axis points
along the shortest Ru3-O4 bond. For the t2g orbitals,
the dxy orbital has a lower energy due to the pseudo-
tetragonal compression of the RuO6 octahedron and is
fully occupied, while the dxz and dyz orbitals are split,
yielding a small charge gap. The energy difference between
the centroids of occupied and unoccupied t2g manifolds
is about 1 eV (Supplementary Fig. S8), which is close to
the most pronounced excitation at ∼ 0.75 eV in the RIXS
spectrum at T = 30 K (Fig. 3a).

The presence of a charge gap without U can be at-
tributed to the formation of molecular orbitals (MO)
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within the Ru2O units. For simplicity, we consider a
Ru2O molecule with 180° bond geometry embedded in two
corner-sharing RuO6 octahedra, where the Ru d-orbitals
are split into t2g and eg manifold and the tetragonal
distortion of RuO6 is incorporated. The expected MO
levels are depicted in Fig. 4d. One of the dz2 orbitals
forms a strong σ-type bonding and anti-bonding orbitals
with the O 2pz orbital, while the other one remains non-
bonding because of an out-of-phase configuration as in a
linear H3 molecule. In contrast, the dx2−y2 orbital does
not hybridise with the O 2p orbitals and thus remains
non-bonding. For the t2g orbitals, the dxy orbitals form
non-bonding orbitals without any hybridisation with the
O 2p orbitals. The dzx and dyz orbitals hybridise with the
O 2px and 2py states, respectively, and give rise to bond-
ing, non-bonding and antibonding π-type MOs, where
the latter two are largely of d-character. As there are 14
electrons in a Ru2O molecule, four 4d-electrons from each
Ru4+ ion and six 2p-electrons from an O2− ion, those
electrons fill the MOs up to the non-bonding dxz(dyz)
orbitals and a gap is formed between the non-bonding
and the anti-bonding π orbitals.

Although the Ru-O-Ru angle within the actual Ru2O
molecules deviates from 180°, these MO characters are
indeed identified in the calculated DOS of the P421c struc-
ture (Fig. 4c). The σ and π bonding orbitals, which have
strong O 2p contributions, can be seen in the partial DOS
of the O4 atom incorporated in the Ru2O molecule as a
sharp peak around −8 eV and a broad feature from −8 eV
to −2 eV, respectively (lower panel). The non-bonding
dz2 and dx2−y2 orbitals and the σ anti-bonding orbital
primarily of dz2 character are present in the partial DOS
of the Ru3 4d orbitals at 2-4 eV and 5-6 eV above EF,
respectively. The splitting of two non-bonding eg states
around 2-4 eV is due to the pseudo-tetragonal distortion,
which results in the split of the t2g→eg excitation in the
RIXS spectrum at low temperature (Fig. 3a). In the
vicinity of EF, the dxy states and occupied dyz/dzx states
correspond to the non-bonding t2g orbitals in the level
scheme of Fig. 4d, which is corroborated by the negligible
contribution of the O4 2p states in the energy region of
-1 to 0 eV. On the other hand, one can identify a sizeable
contribution of O4 2p states right above EF where unoc-
cupied dyz/dzx states reside, indicating that the states
right above EF are derived from the anti-bonding states
between Ru3 4dyz(dzx) and O4 2py(px) orbitals. There-
fore, although the details of the electronic structure may
be altered by the presence of modest U and spin-orbit
coupling λSO, the origin of the nonmagnetic insulating
ground state of In2Ru2O7 can be attributed to the for-
mation of molecular orbitals in the Ru2O units, namely
Ru2O orbital molecules, produced by the strong structural
distortion.

DISCUSSION

The new pyrochlore ruthenate In2Ru2O7 displays a
competition between a spin-orbit-entangled singlet state
and a molecular orbital formation. Despite the largest trig-
onal distortion among the family of pyrochlore ruthenates,
spin-orbit coupling λSOC is still operative and produces
a spin-orbit-entangled singlet state at room temperature.
This result suggests that other pyrochlore ruthenates
A2Ru2O7 with reduced trigonal distortion also have a
spin-orbit-entangled singlet state at high temperatures
and their long-range magnetic ordering may represent
excitonic magnetism (see Supplementary Fig. S9 for
the electronic structure of Y2Ru2O7). In contrast to
those pyrochlore ruthenates, In2Ru2O7 displays multiple
structural transitions and eventually becomes a nonmag-
netic insulator accompanied by formation of Ru2O orbital
molecules. The origin of two transitions at 235 K and
225 K is not clear yet, and further structural analysis is
required to unravel the nature of the intermediate phases.
As we observe substantial entropy release even above
220 K, we expect that the two transitions involve quench-
ing of spin and orbital degrees of freedom, likely being a
precursor for the Ru2O orbital molecules.

The competition between spin-orbital entanglement
and molecular orbital formation has been seen in a num-
ber of 4d or 5d-based systems such as honeycomb-based
iridates and ruthenates [5–8, 25, 26]. A distinct feature
in In2Ru2O7 is that the molecular orbitals are formed
with the involvement of the oxygen 2p electrons, namely
induced by Ru 4d-O 2p-Ru 4d hopping through the corner-
sharing bond, whereas the direct d-d hopping across the
shared edges of octahedra plays a crucial role in the
honeycomb-based systems.

To the best of our knowledege, this type of molecular
orbital formation has never been observed in other py-
rochlore ruthenates or other pyrochlore transition-metal
oxides. We argue that this unique feature of In2Ru2O7

can be attributed to the nature of In-O bonds. When the
A-site cation is a rare-earth ion or Y3+, the A-O bond is
ionic and the bonding geometry remains intact down to
low temperatures. By contrast, the structural transitions
of In2Ru2O7 are associated with the pronounced distor-
tion of the In-O environment accompanied by the In-O
bond disproportionation. Since the In 5s orbital locates
close to the O 2p level (see Supplementary Fig. S10 for
the orbital-resolved DOS including In 5s and 5p states),
the In-O bonds are expected to have a stronger covalent
character compared to A-O bonds in other pyrochlore
oxides [20, 27]. Therefore the disproportionation of In-
O bonds may be interpreted as the formation of strong
covalent bonds with short bond-lengths at the expense
of a decrease of the coordination number to avoid the
repulsion between oxygen atoms.

In the low-temperature P421c phase below 220 K, the
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disproportionation of In-O bonds is further enhanced
(Fig. 1d). One oxygen atom that is involved in the Ru2O
orbital molecule is displaced substantially away from the
In atom (∼ 3�A) and essentially is no longer bonded to
the In atoms. Meanwhile, the two In-O bonds which
are derived from the longer In-O1 bonds of the cubic
phase become short (2.19�A and 2.25�A) and comparable
to those derived from the short In-O2 bonds of the cubic
phase (2.16�A). The oxygen atoms forming the former
short bonds are located in the local xy-plane of the RuO6

octahedra (red-coloured oxygen atoms in Fig. 4a). These
in-plane oxygen atoms should form a strong covalent bond
with the In atom, which in turn reduces the hybridisation
with the Ru 4d states. The suppressed d-p hybridisation
of the in-plane oxygen atoms enhances the isolation of the
Ru2O molecules from the other constituents of the crys-
talline lattice. Accordingly, the strong distortion of the
In-O network, originating from the In-O bond covalency,
results in the formation of isolated Ru2O orbital molecules
on the pyrochlore lattice. A similar structural distortion
with disproportionation of In-O bonds has been discussed
in nonmagnetic indate spinels [28], which could share a
common mechanism with the transitions in In2Ru2O7.

In2Ru2O7 therefore offers a unique playground where
the competition between electronic phases is associated
with In-O bond covalency. Among the pyrochlore ruthen-
ates, Tl2Ru2O7 displays a similar nonmagnetic singlet
ground state below 120 K [16, 17], which has been dis-
cussed as originating from Haldane gap formation on the
Ru pyrochlore lattice [18]. As Tl is located right below
In in the periodic table, a similarly strong covalent Tl-O
bond should be expected but the role of Tl in the con-
text of the nonmagnetic state has not been intensively
discussed, and possibly is worthy of further investigation.
The bonding character of A-O bonds is thus an interest-
ing player in electronic phase competitions in pyrochlore
oxides. Such a bonding character of “A-site” cations may
also be an important factor in other complex transition-
metal oxides and should be taken into account in the
design of novel quantum materials.

METHODS

Sample preparation

The polycrystalline and single crystal samples of
In2Ru2O7 were obtained by a high-pressure synthesis tech-
nique. For the polycrystalline sample, powders of In2O3

(Alfa Aesar, 99.994 % metal basis) and RuO2 (Tanaka Kik-
inzoku, 76 wt.% Ru content) were mixed and ground in
stoichiometric molar ratios and sealed in a Pt foil ampoule.
The ampoule was heated at 1500 °C for 60 minutes under
a pressure of 6 GPa. For the single crystal growth, pow-
ders of In2O3, RuO2 and InCl3 flux (Alfa Aesar, 99.99 %
metal basis) were mixed and ground in 2:2:1 molar ratio.

The ampoule was then heated at 1500 °C for 60 minutes
under pressure of 8 GPa and the InCl3 flux was removed
with water after the synthesis. The polycrystalline sam-
ple of reference material Y2Ru2O7 was prepared under
the same conditions as In2Ru2O7, the only difference be-
ing the Y2O3 (Alfa Aesar, 99.994 % metal basis) powder
precursor.

Single crystal X-ray diffraction and structure
solution

Single crystal X-ray diffraction data were collected with
SMART-APEX-II CCD X-ray diffractometer (Bruker
AXS, Karlsruhe, Germany) equipped with a N-Helix low-
temperature device (Oxford Cryosystems) and SMART-
APEX-I CCD X-ray diffractometer (Bruker AXS, Karl-
sruhe, Germany) equipped with Cryostream 700Plus cool-
ing/heating device (Oxford Cryosystems). The reflection
intensities were integrated with the SAINT subprogram
in the Bruker Suite software package. Multi-scan absorp-
tion corrections were applied using either SADABS or
TWINABS. Structure refinement was performed by full-
matrix least-squares fitting with the SHELXL software
package [29, 30] and with JANA2006 [31].

Powder X-ray diffraction

Powder X-ray diffraction data of In2Ru2O7 were col-
lected in Debye-Scherrer (DS) geometry with Stoe Stadi-P
transmission diffractometer with primary beam Johann-
type Ge(111) monochromator for Mo-Kα1-radiation and
Mythen-1K PSD, equipped with a hot and cold air blower
(Oxford Cryostream 800, Oxford Cryosystems).

Neutron powder diffraction

Neutron powder diffraction data of the powdered
In2Ru2O7 sample were collected at the HRPD beamline of
the ISIS neutron and muon source. The time-of-flight data
were collected over the 300-10 K temperature range in a
flat-plate geometry and normalised and corrected using in-
house software [32]. Some regions containing peaks from
the sample environment, such as vanadium, aluminium
and stainless steel, were removed from the data prior to
analysis. Rietveld analysis of the neutron diffraction data
was performed with the GSAS program [33].

Physical property measurements

Magnetization data were collected using a commer-
cial magnetometer (MPMS, Quantum Design), resistivity
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and specific heat (thermal relaxation method) were mea-
sured using the Physical Property Measurement System
(PPMS, Quantum Design). Resistivity measurements at
temperatures above 350 K were performed using in-house
equipment with a tube furnace. The high temperature
resistivity data was scaled against the low temperature
resistivity data obtained with the PPMS via overlap-
ping temperature regions of 300-350 K. Differential scan-
ning calorimetry was performed using a DSC1 (Mettler
Toledo).

Resonant inelastic X-ray scattering

The temperature dependence of the electronic structure
was investigated by measuring resonant inelastic X-ray
scattering (RIXS) spectra at the Ru L3-edge at the P01
beamline at the PETRA-III synchrotron at DESY. The
energy of the incident X-rays was tuned to 2838.5 eV
(2p3/2 → 4d(t2g) excitation) by using a primary Si(111)
two-bounce monochromator (cryogenically cooled) and
a secondary four-crystal asymmetrical Si(111) channel-
cut monochromator. The incident X-ray beam was then
focused with a Kirkpatrick-Baez mirror. The scattering
angle was fixed to 90° in horizontal scattering geometry.
The scattered X-ray beam was analysed with a diced
and spherically bent SiO2(102) analyser. For more detail,
see Ref. [34]. The total energy resolution, evaluated by
the elastic scattering from GE varnish, was 100(7) meV.
The measurements were performed on the polycrystalline
pellet of In2Ru2O7. The spectrum of polycrystalline
Y2Ru2O7 [36] was also collected for a comparison (see
Supplementary Fig. S9).

The RIXS spectrum of room temperature In2Ru2O7

was theoretically interpreted by employing a standard
Hamiltonian for t42g configuration (Leff = 1) which in-
cludes an intra-ionic Coulomb interaction, spin-orbit cou-
pling, and trigonal crystal field. The Coulomb interaction
is accounted for with the parameters U , U ′ and JH (under
the approximation U ′ = U−2JH) in a form of a Kanamori
Hamiltonian [35]:

HC = U
∑
m

nm↑nm↓ + U ′
∑
m 6=m′

nm↑nm′↓

+ (U ′ − JH)
∑

m<m′,σ

nmσnm′σ

−JH

∑
m 6=m′

d†m↑dm↓d
†
m′↓dm′↑+JH

∑
m 6=m′

d†m↑d
†
m↓dm′↓dm′↑

(1)

The first three terms correspond to electron density-
density (n) interactions: interactions between electrons
with opposite spins in the same orbital (U), electrons
with opposite spins in different orbitals (U ′) and parallel
spins in different orbitals (U ′−JH). The two latter terms

describe inter-orbital Hund’s coupling interactions with
electron creation and annihilation operators (d). The
Hamiltonian for spin-orbit coupling is expressed as fol-
lows:

HSOC = ζ
∑
i

~li·~si (2)

where ζ is the atomic spin-orbit coupling and ~li and ~si
are the orbital and spin angular momenta vectors for in-
dividual electrons, respectively. The single-ion anisotropy
for trigonal distortion is described as follows:

Htri = ∆
∑
i

(lz)2 (3)

where lz refers to the z component of the orbital angular
momentum in the trigonal coordinate system. ∆ is the
trigonal crystal field and ∆ < 0 refers to compression.
The total Hamiltonian is the sum of the above:

Htotal = HC +HSOC +Htri (4)

which is diagonalised in order to obtain the energy levels
and multi-electron wavefunctions of Ru4+ ion. The rel-
evant electronic parameters were optimised so that the
calculated energy levels match the observed RIXS peak
positions. The comparison of obtained parameters for
In2Ru2O7 and Y2Ru2O7 is given in Supplementary Table
S5 [37].

Muon spin rotation

The Muon Spin Rotation (µSR) experiment on poly-
cystalline In2Ru2O7 was performed in the zero field (ZF)
setup at the CHRONUS beamline at ISIS neutron and
muon source [38]. Spin polarised positive muons (µ+)
were implanted in powder of In2Ru2O7 enclosed in a
silver foil packet. The ZF-µSR data were collected on
warming from 10 K to 300 K in 10 K steps with 20-50
million muon events per scan and then normalised and
binned using in-house WiMDA software [39]. For detail
on analysis, refer to the Supplementary Information.

Band structure calculations

We carried out band structure calculations based on the
local density approximation (LDA) using the relativistic
linear muffin-tin orbital (LMTO) method as implemented
in the PY LMTO computer code [40]. Spin-orbit coupling
was accounted for by solving the four-component Dirac
equation inside an atomic sphere which allows to easily
calculate J resolved densities of states (DOS) where J =
l ± 1/2 is the total angular momentum.
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