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We study the local dynamics of a thixotropic yield stress fluid that shows a pronounced non-
monotonic flow curve. This mechanically unstable behavior is generally not observable from standard
rheometry tests, resulting in a stress plateau that stems from the coexistence of a flowing band with
an unyielded region below a critical shear rate γ̇c. Combining ultrasound velocimetry with standard
rheometry, we discover an original shear-banding scenario in the decreasing branch of the flow curve
of model paraffin gels, in which the flow profile of the flowing band is set by the applied shear rate
γ̇ instead of γ̇c. As a consequence, the material slips at the walls with a velocity that shows a non-
trivial dependence on the applied shear rate. To capture our observations, we propose a differential
version of the so-called lever rule, describing the extent of the flowing band and the evolution of wall
slip with shear rate. This phenomenological model holds down to very low shear rates, at which the
dimension of the flowing band becomes comparable to the size of the wax particles that constitute
the gel microstructure, leading to cooperative effects. Our approach provides a framework where
constraints imposed in the classical shear-banding scenario can be relaxed, with wall slip acting as
an additional degree of freedom.

I. INTRODUCTION

Yield stress fluids (YSF) encompass a broad range
of materials, from cosmetics and food products to ce-
ment pastes and waxy crude oils. These materials have
in common a jammed or percolated microstructure con-
ferring upon them solid-like properties under low ex-
ternal stresses. However, for stresses above a critical
value, the microstructure yields, and the material flows.1

This shear-induced solid-to-liquid transition often results
in a time-dependent mechanical response referred to as
thixotropy and leads to complex flow features, includ-
ing stick-slip, fracture, and more generally, heterogeneous
flow profiles.2–6 The latter phenomenon, coined shear
banding, has been mainly attributed to the competition
between aging (often due to attractive interactions be-
tween constituents) and the rejuvenation imposed by ex-
ternal shear,7–9 defining a critical shear rate γ̇c, below
which a homogeneous shear flow becomes unstable.10,11

As sketched in Fig. 1(a), this competition is epitomized
by a decreasing branch in the constitutive curve that re-
lates stress σ to shear rate γ̇. It can be formally shown
that fluid flow is unstable in this region12,13 and therefore
shear banding is always expected. Several experimental
results show that for thixotropic YSF, when γ̇ < γ̇c the
local flow profile splits into a fluidized region sheared at
a critical rate γ̇c and an unyielded band, whose extent
yc follows the lever rule, i.e., grows proportionally to
(γ̇c − γ̇) as the shear rate γ̇ is decreased progressively
below γ̇c.

5,10,14–17 A schematic of this velocity profile
is shown in Fig. 1(c) for a generic imposed shear rate
γ̇ < γ̇c. This phenomenology, which we refer to as classi-

cal shear-banding scenario, is further characterized by the
emergence of a stress plateau σ0 in the flow curve (stress
vs. shear rate) measured in rheological experiments.5 In
YSF, σ0 has to be smaller than the static yield stress
such that it can be sustained in both the unyielded and
the flowing band.18 In the case of viscoelastic fluids, it
has been shown that the selected stress is unique and in-
dependent of the band properties (see, e.g., Ref. 19 and
references therein). However, the picture is less clear for
YSF, with experimental and numerical evidence of non-
uniqueness of steady-state shear-banding features.5,18,20

The phenomenology observed in the classical shear-
banding scenario was further shown to be affected by
boundary conditions and by the existence of wall slip.
Originally described as a mere artifact that can be sup-
pressed by well-chosen surface properties, wall slip ap-
pears to play a deeper, fundamental role in the flow prop-
erties of YSF.21–26 For instance, wall slip may affect the
yielding transition and the steady-state flow properties
of YSF.23,27,28 Nonetheless, the consensus remains that
wall slip and the appropriate boundary conditions, more
generally, can always be tuned independently of the bulk
material rheological response.29

In this article, we investigate in detail the interplay
between wall slip and shear banding in thixotropic YSF
through experiments on model paraffin gels that are
known to display pronounced non-monotonic flow curves
under steady shear.30–33 A schematic of the measured
flow curve is shown in Fig. 1(b). Local velocity mea-
surements coupled to standard rheometry allow us to
unravel an original steady-state shear-banding scenario:
along the decreasing branch of the flow curve, the shear
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FIG. 1. (a) Schematic of the measured flow curve (solid
circles) and underlying non-monotonic constitutive relation
(dotted line) for thixotropic yield stress fluids that do not slip,
and (c) corresponding velocity profiles for a generic point at
γ̇ < γ̇c, where uw denotes the velocity of the moving wall, H
is the width of the gap, yc is the width of the arrested band
and γ̇c is the critical shear rate. (b) Schematic for the scenario
reported in model paraffin gels, which display an evident and
measurable non-monotonic flow curve. The decreasing branch
(colored in red) is observed for γ̇ < γ̇min, where γ̇min corre-
sponds to the local minimum in the flow curve. The velocity
profile for a generic point with shear rate γ̇ < γ̇min is shown
in panel (d), where the arrested band width is yb, the local
shear rate in the flowing band is γ̇b and us is the slip velocity
at the rotor.

rate in the fluidized band is controlled by the exter-
nally imposed shear rate γ̇, rather than being fixed to
γ̇c, as sketched in Fig. 1(d). Consequently, the slip ve-
locity of the fluid at the wall displays a non-trivial de-
pendence with γ̇. We propose a simple phenomenological
model that accurately describes our experimental data,
in which wall slip is directly related to the material bulk
behavior, based on a differential formulation of the lever
rule. This approach remains valid down to very low shear
rates, at which cooperative effects arise as the dimension
of the flowing band becomes comparable to the average
particle size.34–36 Our experimental results on a specific
thixotropic YSF also suggest a generalized approach to
the classical lever rule that relaxes the constraints im-
posed in the classical shear-banding scenario and that
highlights the importance of thixotropic time scales in
determining the local dynamics of YSF.

II. MATERIALS AND METHODS

A. Sample preparation

Model paraffin gels are prepared as described in Ref. 30
by dissolving a commercial wax made of linear n-paraffin

chains (Sigma Aldrich 327212, ASTM D 87, melting
point between 58◦C and 62◦C) in heavy mineral oil
(Sigma Aldrich, 330760) of viscosity µo ≃ 100 mPa.s at
the working temperature of 26◦C. Solid wax is weighed
at room temperature, then added to the liquid mineral
oil, and the mixture is continuously stirred at high tem-
perature (T = 80◦C) overnight. We prepare two large
batches containing respectively 10 % wt. and 15 % wt.
of paraffin wax, which are used for all subsequent exper-
iments.
Before each experiment, the whole batch is heated back

to T = 80◦C on a hot stirring plate to make sure that all
paraffin chains are fully dissolved in the oil; then, the de-
sired amount of sample is poured inside a Taylor-Couette
geometry right before starting the cooling ramp (see Sec-
tion IIC below for the detailed protocol). Under these
conditions, well above the wax appearance temperature
(Twa) for both the 10 % wt. and 15 % wt. concentrations,
the samples are purely Newtonian at the beginning of
each experiment, thus erasing any memory of their pre-
vious thermal or shear history.
Upon cooling below Twa, the paraffin chains precipitate

out of solution and crystallize, forming discotic platelets
with lateral dimensions that strongly depend on the cool-
ing rate, final temperature and, less prominently, on the
shear rate.37 The typical thickness of each platelet is
≲ 1µm and is known to correspond to the average car-
bon number of the paraffin chains in solution.38,39 Note
that, for these gels, temperature (and more specifically,
the subcooling with respect to Twa) is the main driving
force in the crystallization process, not shear.38–41 From
previous experiments, it is known that crystallization ter-
minates relatively quickly once a temperature below Twa

is reached..33 Therefore, changes in the microstructure at
the final working temperature only depend on the rear-
rangements of the already crystallized paraffin particles.

B. Polarized light microscopy of paraffin gels

Since paraffin crystallites are birefringent, we use po-
larized light microscopy to visualize the gel microstruc-
ture. A series of images is recorded at room temperature
using an ABRIO (CRi, Inc.) camera and software on a
Nikon TE-2000U inverted microscope using a 20× objec-
tive. Two types of preparation protocols are employed
in order to compare the morphology of single wax crys-
tals in the case of static cooling or dynamic cooling (i.e.,
cooling while also imposing shear).

For the static case, a small visualization chamber is
made by laying three stripes (approximately 3× 20mm)
of Parafilm on a glass slide (75 × 25mm). A cover glass
(22 × 22mm) is then sealed on top of the Parafilm by
heating the slide on a hot plate at about 80◦C, which
makes the Parafilm adhesive. Next, the liquid paraffin–
oil mixture is pipetted in between the bottom slide and
the cover glass at the same temperature of 80◦C. Finally,
the cell is quickly placed on a Peltier stage to impose the
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FIG. 2. (a) Birefringence image of a 10 % wt. paraffin gel cooled under static conditions at the cooling rate of Ṫ = −0.2◦C/min
used in the rheo-velocimetry experiments. (b) Probability density function (PDF) of the length ℓ of the paraffin crystallites
obtained from image analysis of several birefringence images. (c) Birefringence image of a 10 % wt. paraffin gel cooled under

dynamic conditions at the cooling rate (Ṫ = −0.2◦C/min) and sheared at γ̇ = 50 s−1 used in the rheo-velocimetry experiments.
(d) Corresponding probability density function (PDF) of the crystallite length ℓ. Scale bars in (a) and (b) are both 300µm.
The average size of the crystallites is largely unaffected by shear and we measure ⟨ℓ⟩ ≃ 130µm in both cases.

same cooling rate as that used in the rheo-velocimetry
experiments, namely Ṫ = −0.2◦C/min, until room tem-
perature is reached.

For the dynamic case, the melted gel sample is spread
on a glass slide (75× 25mm) in contact with the Peltier
stage of a stress-controlled rheometer (DHR-3, TA In-
struments) heated to 80◦C. Shear is applied using a
parallel-plate geometry of diameter 20mm covered with
sandpaper (similar roughness as in the velocimetry ex-
periments) and with a gap of 1mm. The sample is then
cooled under a constant shear rate γ̇ = 50 s−1 at a cool-
ing rate Ṫ = −0.2◦C/min until room temperature is
reached. At the end of the process, we raise the head of
the rheometer and transfer the glass slide directly onto
the microscope for visualization.

Images representative of both cooling processes are re-
ported in Fig. 2(a) for the static case and Fig. 2(c) for
the dynamic case. Although the platelet-like crystals are
arranged very differently in the two cases, most proba-
bly due to the flow generated when raising the shearing
tool in the last step of dynamic cooling, a quantitative
analysis of a series of images shows very similar distri-
butions of the crystallite characteristic in-plane size ℓ
[see Fig. 2(b,d)], with an average value of approximately
130µm in both cases. This suggests that the crystallite

in-plane size is not influenced by the continuous shear
during crystallization at this very low cooling rate. As
mentioned above, the thickness of each platelet is well be-
low 1µm, as expected from the average carbon number
of the paraffin mixture used.39

To summarize, the microstructure of paraffin gels con-
sists of platelet-like paraffin particles of characteristic size
ℓ ≃ 130µm, primarily set by the cooling rate, and thick-
ness below 1µm. Crystalline bridges as well as steric
interaction among these discotic particles give rise to an
elastic network and to a complex nonlinear response un-
der shear.39,42

C. Rheological protocol

The rheological behavior of the same paraffin gels em-
ployed in this study has already been thoroughly inves-
tigated in Ref. 33. Other works on similar systems also
exist in the literature30–32 and generally show a similar
picture that identifies these gels as thixotropic yield stress
fluids with a pronounced non-monotonic flow curve and
tendency to slip. Here, we focus specifically on the lo-
cal dynamics underlying this non-monotonic flow curve,
and aim at understanding how flow heterogeneities may
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FIG. 3. (a) Experimental protocol used for rheo-velocimetry experiments. From top to bottom: temperature T imposed using
an external chiller connected to the water tank surrounding the Taylor-Couette cell, shear rate γ̇ imposed by the rheometer
and corresponding stress response σ together with a schematic of the acquisition times ∆trheo and ∆tUSV used respectively for
rheological measurements and for ultrasonic velocimetry in different ranges of shear rates. (b) Stress response σ(t) recorded in
the 10 % wt. gel for shear rates γ̇ = 0.032 s−1 (top) and 0.0063 s−1 (bottom), applied during the flow curve of Fig. 5(a).

develop such that the decreasing branch is experimen-
tally accessible. In order to proceed with the mechan-
ical characterization of our model paraffin gels under
shear, each solution is loaded into a homemade Taylor-
Couette cell (or concentric-cylinder shear cell) mounted
on a stress-controlled rheometer (AR-G2, TA Instru-
ments) equipped with ultrasonic velocimetry as described
in Ref. 43. We use the feedback loop of the rheometer to
impose a global shear rate γ̇ and measure the correspond-
ing shear stress σ as a function of time. The shear cell
consists of a fixed cylindrical cup made of sandblasted
PMMA and of an inner rotating cylinder (bob) made
of polyoxymethylene (Delrin®) covered with sandpaper
of surface roughness 35µm. The radius of the bob is
Ri = 23.9mm, and its height is 65 mm. The (inner) ra-
dius of the cup is Ro = 25mm so that the working gap is
H = Ro−Ri = 1.1mm. The curvature of the cylindrical
geometry leads to a relative decrease of the shear stress
from the bob to the cup given by δσ/σ = (Ro/Ri)

2 − 1.
This can be easily derived by solving the Cauchy momen-
tum equation for Stokes flow (∇ · σ = 0) in cylindrical

coordinates.5 With the present geometry, δσ/σ ≃ 0.09,
where σ = σrθ is the only non-zero shear stress com-
ponent. We can therefore conclude that the effect of
curvature is negligible and assume a quasi-homogeneous
stress field across the gap, in contrast to other recent
work on similar waxy suspensions,44 where Ro/Ri ≃ 2.7
or δσ/σ ≃ 6.3. Moreover, we deliberately choose a large
roughness, which is usually supposed to minimize wall
slip, to highlight the fact that wall slip may occur in
spite of rough boundary conditions.

Figure 3(a) depicts the combined cooling and rheologi-
cal protocol imposed in our experiments. Due to the ther-
mal sensitivity of the probe used for ultrasonic velocime-
try, the water bath surrounding the Taylor-Couette cell
and the probe must be kept at temperatures lower than
40◦C. Therefore, the water bath is first stabilized at
Ti = 38◦C, while the bob is pre-heated at about 50◦C, be-
fore pouring the paraffin–oil mixture heated at T = 80◦C
in the Taylor-Couette cell. The sample is subsequently
sheared at γ̇cool = 50 s−1, starting right after pouring and
during the whole cooling process. Once the sample tem-
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perature equilibrates at Ti, as measured by a hand-held
K-type thermocouple, the chiller of the water bath is set
to cool the sample at a rate Ṫ = −0.20 ± 0.05◦C/min
until a final temperature Tf = 26◦C. After reaching Tf ,
the mixture is sheared for an additional 20min. Finally,
the flow curve is measured by progressively decreasing
the shear rate down to 0.005 s−1. The shear rate is swept
down logarithmically with 10 points per decade between
50 s−1 and 1 s−1 and 20 points per decade between 1 s−1

and 0.1 s−1. For each applied shear rate above 0.1 s−1,
the rheometer waits for the stress to vary by less than 5%
over 90 s (with a time limit per point set to 5min) be-
fore decreasing the shear rate to the next value. From
γ̇ = 0.1 s−1 down to 0.005 s−1, a constant shear rate
is imposed over ∆trheo = 60min. As seen in Fig. 3(b)
for the 10 % wt. paraffin gel, this protocol allows us to
ensure that all initial transients have died out even at
the lowest shear rates, while accommodating for the time
∆tUSV needed for acquiring ultrasound velocimetry maps
at steady state, as explained in the next section. A sim-
ilar level of stationarity and residual fluctuations is ob-
served in all stress responses for the 15 % wt. paraffin
gel.

D. Local velocity measurements

As explained in full detail in Ref. 43, our ultrafast ul-
trasound imaging technique outputs maps of the tangen-
tial velocity component uθ(y, z, t) as a function of the
radial distance y to the outer cup, the vertical position
z along the ultrasonic probe, and time t. Such velocity
maps result from the cross-correlation of successive ultra-
sound images of the material under shear, recorded from
the emission and back-scattering of plane pulses sent with
a repetition frequency that is inversely proportional to
the applied shear rate. In the case of the present paraf-
fin gels with wax concentrations 10 % wt. and 15 % wt.,
the wax crystallites scatter ultrasound efficiently enough
that ultrasound images can be obtained directly, without
requiring any seeding of the samples by acoustic contrast
agents. The duration ∆tUSV of ultrasound image acqui-
sition ranges from a few seconds at the highest shear rate
to about 30 minutes at γ̇ = 0.005 s−1.
Figure 4 shows an example of velocity data recorded on

the 10 % wt. paraffin gel for γ̇ = 0.025 s−1. The origins
y = 0 and z = 0 are taken respectively at the fixed wall
and at the bottom of the ultrasonic probe. As seen in
Fig. 4(a), the velocity field ⟨uθ(y, z, t)⟩t averaged over t
for the whole acquisition window of duration ∆tUSV =
103 s does not show any significant variation along the
vertical direction z. Similarly, the velocity ⟨uθ(y, z, t)⟩z
averaged over z and presented as a function of y and
t in the spatiotemporal diagram of Fig. 4(b) fluctuates
around a mean without any systematic trend over 103 s.
Analogous maps are produced for all other shear rates
under study as well as for the 15 % wt. paraffin gel, which
indicates that the flow is stationary and invariant along

FIG. 4. Time-resolved velocity field uθ(y, z, t) recorded
in the 10 % wt. paraffin gel under an imposed shear rate
γ̇ = 0.025 s−1. (a) Time-averaged velocity map ⟨uθ(y, z, t)⟩t
taken over the whole duration of the ultrasound acquisition.
(b) Space-time diagram of the velocity data ⟨uθ(y, z, t)⟩z av-
eraged over the vertical direction z.

the vertical direction z. This allows us to focus on the
velocity profiles u(y) ≡ ⟨uθ(y, z, t)⟩z,t averaged both in
time and along the vertical direction, and look for flow
heterogeneity along the velocity gradient direction y only.

In the following, we shall see that the averaged velocity
profiles u(y) may combine wall slip and shear banding,
in which a non-flowing, unyielded region coexists with a
flowing band as sketched in Fig. 1(d). To quantify the
average local shear rate γ̇b in the flowing band, the ex-
tent of the unyielded band yb and the slip velocity us, we
consider the time-resolved data u(y, t) ≡ ⟨uθ(y, z, t)⟩z.
For each time t, u(y, t) is fitted to a linear profile in the
two bands (with zero slope for the unyielded band). The
time-averaged slope of each fitted flowing band provides
an estimate for γ̇b and the time-averaged intercept be-
tween the two linear profiles an estimate for yb, while the
slip velocity at the moving wall is extracted by taking the
time-averaged difference between the wall velocity and
the velocity calculated based on the fitted linear profile
extrapolated at the wall. The velocity at the fixed wall is
always found to be negligible up to experimental uncer-
tainty, although velocities closest to the cup may be over-
estimated due to the signal analysis used to remove fixed
ultrasonic echoes.43 Error bars in all velocity profiles and
calculated quantities are computed based on standard
deviations over time and are, therefore, characteristic of
the temporal fluctuations observed experimentally.
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FIG. 5. Rheological response of the 10 % wt. paraffin gel:
(a) Flow curve of shear stress σ vs. shear rate γ̇. Velocity
profiles u(y) recorded simultaneously delineate three regimes:
(i) homogeneous velocity profile (see inset for profile mea-
sured at γ̇ = 50 s−1); (ii) banded velocity profile with dis-
tinct wall slip at the rotating bob as illustrated in (b) for
γ̇ = 0.032 s−1; (iii) curved velocity profile as illustrated in
(c) for γ̇ = 0.0063 s−1. The coordinate y denotes the dis-
tance from the fixed wall of the Taylor-Couette cell with gap
H = 1.1mm. Black lines are the homogeneous velocity pro-
files expected without wall slip. Colored solid lines in (b,c)
are best fits to the velocity profiles, while the dashed line in
(c) shows the linear profile that would be expected from the
average shear rate in the sheared band.

III. RESULTS

A. Evidence for wall slip and shear banding

Figure 5(a) illustrates the flow behavior of the 10 % wt.
paraffin gel, measured by a decreasing ramp of shear
rate steps. The flow curve shows a pronounced de-
creasing branch delimited by two specific shear rates:
γ̇min ≃ 0.09 s−1 at which the stress reaches a local mini-
mum, and γ̇max ≃ 0.016 s−1 at which the stress reaches a
weak local maximum. These two specific shear rates sep-
arate three different flow behaviors as confirmed by ve-
locity profiles recorded simultaneously to the flow curve.
For large shear rates, i.e., γ̇ ≥ γ̇min (regime i ), the flow
curve monotonically increases with shear rate, the corre-
sponding velocity profiles are homogeneous, and wall slip
remains negligible as expected for rough walls [see inset of
Fig. 5(a)]. Intermediate shear rates, i.e., γ̇max ≤ γ̇ ≤ γ̇min

(regime ii ), correspond to the decreasing branch. The
base flow is unstable and the velocity profiles separate

into two regions, a flowing shear band close to the in-
ner rotating bob (located at y = 1.1mm) and an un-
yielded, solid-like region close to the fixed outer cup [see
Fig. 5(b) for γ̇ = 0.032 s−1]. The spatial extent yb of
the unyielded band increases as the shear rate decreases,
while the average local shear rate in the flowing band
γ̇b remains very close to the global imposed shear rate
γ̇. Concomitantly, we measure noticeable slippage of the
flowing band at the bob with a slip velocity us. Finally,
for γ̇ ≤ γ̇max (regime iii ), the quiescent band takes up
about half the gap and the velocity profile in the flowing
band shows increasing curvature, while γ̇b (which here
represents the average shear rate in the flowing band) al-
most matches γ̇ [see Fig. 5(c) for γ̇ = 0.0063 s−1]. Note

that for shear rates in regime iii , instead of using a lin-
ear fit, the curved velocity profile in the flowing band
is fitted for y ∈ [yb, H] by a polynomial of order 3,

u(y) =
∑3

n=0 any
n with ai the polynomial coefficients.

From these, γ̇b is obtained as the average local shear rate,

i.e., γ̇b = 1
h

∫H

yb

du
dy (y)dy = 1

h

∑3
n=1 nan

∫H

yb
yn−1dy, with

h = H − yb. The striking curvature of u(y) in regime iii

is specifically discussed below in Sect. III C.

Moreover, we emphasize that, based on the radial dis-
tribution of the ultrasonic signal within the gap, which is
directly correlated to the local concentration of scatter-
ers (i.e., paraffin crystallites), we do not detect any clear
difference in particle distribution between the flowing
and quiescent band either in regime ii or in regime iii .
Therefore, a scenario based on flow–concentration cou-
pling, as suggested to explain non-classical shear banding
in some hard-sphere colloidal glasses,45,46 is unlikely to
hold in our rather dilute gels.

In order to test for the robustness of the previous ob-
servations with respect to the wax content, we investigate
the 15 % wt. gel with the same protocol. From Fig. 6,
it is clear that the 15 % wt. gel follows the very same
phenomenology, although with larger values of γ̇min and
γ̇max than for the 10 % wt. gel. We observe the same
regimes in the flow curve [Fig. 6(a)], which correspond
to the same types of velocity profiles [Fig. 6(b,c)] as in
Fig. 5.

In Fig. 7, we further analyze the velocity profiles as a
function of γ̇/γ̇min for both wax concentrations. Remark-
ably, all three observables defined so far and recalled in
Fig. 7(d), namely, the normalized extent of the solid-
like band, yb/H [Fig. 7(a)], the normalized average local
shear rate in the flowing band, γ̇b/γ̇ [Fig. 7(b)] and the
ratio us/uw of the slip velocity us at the rotating bob to
the bob velocity uw [Fig. 7(c)], collapse on the same mas-
ter curves. This suggests a generic underlying physical
mechanism, in which both the unyielded region and the
relative slip velocity grow for decreasing shear rates be-
low γ̇min, while the flowing band always experiences the
global imposed shear rate γ̇. Finally, we emphasize that
the fact that no wall slip is detected in regime i , even
very close to γ̇min, confirms the effectiveness of the sand-
paper in suppressing slip whenever a homogeneous ve-
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FIG. 6. Rheological response of the 15 % wt. paraffin gel:
(a) Flow curve σ vs. γ̇. Banded velocity profiles for (b)
γ̇ = 0.08 s−1 and (c) γ̇ = 0.008 s−1. Black lines in (b) and (c)
are the homogeneous velocity profiles expected without wall
slip. Colored solid lines are best fits to the velocity profiles,
while the dashed line in (c) shows the linear profile that would
be expected from the average shear rate in the sheared band.

locity profile is observed [see Fig. 5(a)]. We checked that
the shear-banding phenomenology reported here is robust
and also observed when both surfaces are sandblasted or
smooth, although experiments performed without sand-
paper clearly show a significant additional slip velocity
even in regime i . In the next section, we model the in-
terplay between wall slip and shear banding in terms of
a generalized lever rule that allows us to account for the
observed bulk behavior.

B. Phenomenological modeling based on time-scale
separation

The above experimental observations starkly contrast
with previous reports on steady-state shear banding, in
which the flowing band experiences shear at the critical
shear rate γ̇c and the “classical” lever rule for the ex-
tent of the shear band, yb ∝ (γ̇c − γ̇), holds for γ̇ < γ̇c.
As recalled in the introduction, these features have been
associated with a non-monotonic underlying constitutive
behavior, appearing as a stress plateau at σ0 in exper-
imental flow curves below γ̇c.

10,11 By contrast, in our
experiments, the extent of the solid-like band yb displays
a nonlinear, logarithmic dependence on γ̇ [Fig. 7(a)] and
the average local shear rate in the flowing band γ̇b coin-
cides (within error bars) with the externally applied shear
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FIG. 7. (a) Lateral extent yb of the solid-like band across the
gap, (b) local shear rate in the flowing band γ̇b and (c) slip
velocity us (made dimensionless respectively by the gap width
H, the imposed shear rate γ̇ and the wall velocity uw = γ̇H).
Data for both the 10 % wt. (filled circles) and 15 % wt. (open
diamonds) gels are presented as logarithmic functions of the
dimensionless shear rate γ̇/γ̇min, with γ̇min = 0.09 s−1 and
0.23 s−1 respectively, as extracted from the flow curves. Solid
lines are fits to Eq. (3) with β = 0.19.

rate γ̇ [Fig. 7(b)]. Moreover, the fact that strong wall slip
accompanies shear-banded flows suggests that slippage is
key to accounting for the steady-state shear banding we
observe. Indeed, as shown in Fig. 8, the computed slip
velocities us display non-trivial trends as a function of γ̇
for both paraffin concentrations.

In order to rationalize our observations, we now re-
visit the premises of the classical lever rule. First, we
note that the classical lever rule assumes the continuity
of the velocity profile in the absence of wall slip.5,14,15

Second, thixotropic YSF obeying the lever rule are usu-
ally modeled using a structural parameter possessing a
single characteristic time scale τ driving the dynamics of
both the yield stress at rest and the plastic viscosity un-
der flow.15,47–49 Such a time scale governs the evolution
equation of an internal parameter that describes the level
of build up or break down of the fluid microstructure.50–53

However, extensive experiments have shown that model
paraffin gels can build up a yield stress very fast, while
their plastic viscosity changes over a much longer time
scale.31–33,44,54 Modeling this class of thixotropic YSF
requires the introduction of two microstructural param-
eters and therefore two characteristic time scales,33 de-
noted respectively τy (over which the yield stress builds
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FIG. 8. Slip velocity us as a function of the dimensionless

shear rate γ̇/γ̇min in regimes ii and iii for the 10 % wt.

(filled circles, γ̇min = 0.09 s−1) and 15 % wt. (open diamonds,
γ̇min = 0.23 s−1) gels. The predictions of Eq. (3) for both gel
concentrations with β = 0.19 are shown by the black solid
lines without any additional fitting parameter.

up in the unyielded region) and τv (over which the plastic
viscosity changes in the flowing band), with τy ≪ τv. For
a similar chemical composition, we have already shown
in Ref. 33 that fits to an elastoviscoplastic model of
thixotropic YSF lead to τv ≃ 460 s and τy ≃ 10 s. Note
that the longer time scale τv is much smaller than the
one-hour duration of each step at a given shear rate,
which allows us to consider that a steady state is reached
for all γ̇ in regime ii .

Based on these observations, we hypothesize that when
the time-scale separation τy ≪ τv holds, the flowing band
cannot adjust its plastic viscosity fast enough to a fixed
critical shear rate, here denoted γ̇min. As a consequence,
the local shear rate γ̇b remains close to the global imposed
shear rate γ̇, while the fluid preferentially starts to slip at
the boundaries of the shear cell through a thin lubricating
layer mainly composed of solvent.

Within this framework, we can further derive expres-
sions for the extent of the solid-like region yb and the slip
velocity us as a function of the external imposed shear
rate. Note that mass conservation (∇ · u = 0) requires
uθ = u(y), in agreement with experimental observations
[see Fig. 4(a)], while the simplified Cauchy momentum
equation yields an approximately constant uniform stress
σ across the narrow gap of the Couette cell, as discussed
in Sect. II C. We start by ensuring the continuity of the
velocity profile through γ̇bh + us = uw, where uw is the
wall velocity [see Fig. 1(d)]. We further consider the slip
layer as an additional band of finite thickness δs, with
the same viscosity µo as the suspending oil. Given the
stress homogeneity, we can estimate the slip velocity as
us = σδs/µo. Perturbing the relation γ̇bh + us = γ̇H
leads to:

hdγ̇b + γ̇b dh+ d

(
σδs
µo

)
= H dγ̇. (1)

To exactly solve Eq. (1), it is necessary to couple it with

an explicit, temporally- and spatially-resolved constitu-
tive relation for the paraffin gel. However, much progress
can be obtained analytically by using scaling arguments
alone. Independently of the details of the constitutive
model, since τy ≪ τv, any microstructural change within
the flowing band develops much more slowly than in the
unyielded band, where the yield stress is building up.
Hence, for any given time interval dt, we may assume
hdγ̇b ≪ γ̇bdh and, up to first order, we may neglect the
contribution from hdγ̇b. Of the remaining terms, we can
see that all of them are, dimensionally, a shear rate multi-
plied by a length. Concerning shear rates, γ̇b ≃ γ̇, while
σ/µo ∼ γ̇µp/µo < 10γ̇, where µp/µo < 10 is the ratio
between the plastic viscosity of the gel and the oil viscos-
ity. However, concerning lengths, δs = µous/σ ≃ 1–5 µm
is smaller than both h and H by two to three orders
of magnitude, as already reported in other yield stress
materials.55–59 Therefore, we conclude that the term re-
lated to wall slip may also be neglected in Eq. (1). Fi-
nally, based on our experimental observations, we may
further substitute γ̇b = γ̇, which leads to the simple fol-
lowing expression of the lever rule in differential form:

γ̇dh ≃ Hdγ̇ . (2)

Upon integration of Eq. (2) from γ̇min at which h = H
(i.e., the entire material is homogeneously sheared) to
γ̇ < γ̇min at which h = H − yb, we obtain:

yb
H

= −β ln

(
γ̇

γ̇min

)
=

us

uw
, (3)

where β ∼ O(1) is a dimensionless scaling factor ac-
counting for every simplification leading to Eq. (2). The
last equality results from velocity continuity, imposing
us = γ̇byb = γ̇yb. Figure 7(a) shows that Eq. (3) accu-
rately describes the normalized extent of the unyielded
region yb/H and the normalized slip velocity us/uw with

β = 0.19±0.05 in both regimes ii and iii [see black solid
lines in Fig. 7(a,c)]. Interestingly, the same value of β fits
both data sets equally well, confirming the consistency
and robustness of the modified lever rule through a priori
independent wall slip and bulk flow measurements. Fi-
nally, with uw = γ̇H, Eq. (3) reads us = βHγ̇ ln(γ̇min/γ̇),
reproducing very well our experimental wall slip data
[Fig. 8]. In particular, the non-monotonic evolution of
us with γ̇ appears as a distinctive consequence of the
modified lever rule.

C. Flow cooperativity at very low shear rates

Figure 9 gathers the normalized velocity profiles
u(y)/uw recorded in regime iii for both the 10 % wt. and
15 % wt. paraffin gels. When compared to the velocity
profiles in regime ii [see Figs. 5(b) and 6(b)], it is clear
that the velocity profiles in the flowing region show a
much more pronounced curvature in regime iii , recalling
the profiles observed in confined suspensions when spatial
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cooperativity is present34,35,60 or in granular flows.61,62

Inspired by these previous results, we solve a nonlocal
equation for the local plastic fluidity f(y) = γ̇(y)/σ to
derive an expression for the velocity profile in the flowing
band, i.e., for yb ≤ y ≤ H. This nonlocal equation reads

ξ2
∂2f

∂y2
= f − fb , (4)

where ξ is the flow cooperativity length and fb is the
bulk fluidity. In our case, since the material outside the
flowing band is an unyielded viscoplastic solid, we impose
fb = f(yb) ≡ 0 and define f(H) ≡ fw > 0 at the moving
wall, which leads to:

f(y) = fw
sinh[(y − yb)/ξ]

sinh(h/ξ)
, (5)

with h = H−yb. Further integrating the local kinematic

relationship du(y)
dy ≡ γ̇(y) = f(y)σ and imposing u(yb) =

0 yields:

u(y) = u(H)
cosh[(y − yb)/ξ]− 1

cosh(h/ξ)− 1
, (6)

where u(H) = ξfwσ
cosh(h/ξ)−1
sinh(h/ξ) . In Fig. 9, we fit the

experimental data to Eq. (6) in order to determine an es-
timate of the cooperativity length ξ. In view of the large
experimental uncertainty resulting from the very low ve-
locity levels, we focus on the velocity profiles averaged
over all shear rates available in regime iii . Since fw is
not known a priori, we also have to treat u(H) as a fitting
parameter. We find ξ ≃ 200µm, which is comparable to
the average dimension of single wax crystallites, while
u(H)/uw = 0.55 and yb/H = 0.4 for both gel concen-
trations, consistent with the measured values shown in
Fig. 7. The agreement between theory (blue solid lines)
and experiments suggests that nonlocal effects can in-
deed explain the pronounced curvature observed in the
velocity profiles measured in regime iii . Moreover, de-
spite the confinement of the sample microstructure, the
generalized lever rule still holds in regime iii , provided
one defines γ̇b as the average of the local shear rate in
the flowing band.

IV. DISCUSSION AND CONCLUSION

In this work, we have identified an original shear-
banding scenario in model paraffin gels, in which the flow
remains homogeneous with negligible wall slip along the
increasing branch of the flow curve for γ̇ > γ̇min (regime
i ), whereas it separates into two bands for γ̇ < γ̇min

(regimes ii and iii ), one region being unyielded and
solid-like close to the fixed boundary and the other flow-
ing with a locally uniform shear rate γ̇b = γ̇ and showing
a large slip velocity at the moving wall. We have intro-
duced a phenomenological version of the lever rule that
allows us to model accurately the non-trivial relationship
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FIG. 9. Normalized velocity profiles measured over regime iii
(a) in the 10 % wt. paraffin gel and (b) in the 15 % wt. paraffin
gel. Standard deviations are reflective of the temporal fluc-
tuations and of experimental uncertainty on our ultrasound
velocity measurements at very low shear rates. Solid black
lines show the theoretical profile for a Newtonian fluid in the
absence of wall slip; blue solid lines are fits to the nonlocal
profile in Eq. (6); blue dashed lines are the profiles for a shear
rate fixed at the measured average value.

between the extent of the solid-like band yb, the local
shear rate in the flowing band γ̇b, and the slip velocity
us, together with their dependence on the global imposed
shear rate γ̇.

The predictions of Eq. (3) hold all along the decreas-
ing branch of the flow curve, i.e., in regime ii , as well
as in the limit of very low shear rates, i.e., in regime
iii . In the latter regime, the flowing band no longer re-
sults in a homogeneous shear rate γ̇b = γ̇, but rather
displays a strongly curved velocity profile. We interpret
this curvature as the result of cooperative effects when
the size of the flowing band becomes comparable to that
of single wax particles.34,35,60,63 In particular, a nonlo-
cal model based on a diffusion equation for the fluidity
[Eq. (4)] correctly fits the velocity profiles in the flowing
band with a cooperativity length ξ ≃ 200 µm, consis-
tent with the characteristic lateral dimension of paraffin
platelets ℓ ≃ 130µm. The positive correlation between
the characteristic length ξ and the average particle size
ℓ, together with the observation that the measured ve-
locity profiles are clearly curved only in region iii , sug-
gest that flowing aggregates within the shear band are
made of stacked particles largely aligned in the flow di-
rection. Geometrically, this is the only possible con-
figuration that allows our platelet-like particle clusters
to be small enough with respect to the gap. Stacked
clusters have been reported before in simulations of non-
Brownian suspensions64 and can be observed in the bire-
fringence images of the paraffin gels investigated [see
Fig. 2(c)], while alignment of anisotropic particles for suf-
ficiently strong flows has been linked to hydrodynamic
slip at the particle-fluid interface.65,66 When the shear
rate is below γ̇max, shear alignment of the clusters is lost
and the prevalence of rotation and tumbling67 translates
into an effective hydrodynamic radius of the stacked ag-
glomerates that approaches the in-plane platelet dimen-
sion ℓ. As a consequence, nonlocal effects start to appear
and dominate the flow behavior giving rise to the curved
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profiles observed in region iii .

Note, however, that modeling our observations based
solely on a nonlocal approach with a shear-rate depen-
dent cooperativity length, which may diverge in the vicin-
ity of yielding as in Ref. 62, would not account for the
full richness of velocity profiles reported here. In partic-
ular, a modified lever rule of the form given by Eq. (2)
is necessary to account for our observation that γ̇b = γ̇
in regime ii , and to quantitatively predict the evolu-
tion of the slip velocities reported in Fig. 8. Moreover,
the condition us ≤ uw implies that Eq. (3) should hold
down to γ̇ = exp(−1/β)γ̇min ≃ 0.0052γ̇min, which is ap-
proximately five times smaller than the minimum shear
rate achieved in our velocimetry experiments. Therefore,
future work using even lower imposed shear rates and
longer acquisition times should assess whether Eq. (3)

remains valid deeper into regime iii .

The phenomenological modeling approach proposed in
this article quantitatively describes both wall slip and
bulk flow heterogeneity in a thixotropic YSF for which
the usual assumptions underpinning the classical lever
rule do not hold. Still, our simple approach does not con-
stitute an alternative to the standard steady-state shear-
banding scenario in the absence of wall slip. It rather
generalizes the standard scenario: indeed, if τy ≳ τv and
no wall slip occurs, the local shear rate becomes γ̇c and
Eq. (2) reduces to γ̇cdh = Hdγ̇, so that γ̇chc = γ̇H
upon integration, which is the classical lever rule. Fur-
thermore, a key observation is that a single value of the
dimensionless coefficient β in Eq. (3) quantitatively de-
scribes the measured slip velocities in both the 10 % wt.
and 15 % wt. paraffin gels. We may thus hypothesize
that the value of β is mostly controlled by the nature and
the roughness of the shearing surfaces, while the value of
γ̇min mostly depends on the system concentration. Fu-
ture experiments, which would systematically vary the
surface properties for a given system, are clearly needed
to test the validity of such a hypothesis.

The time-scale separation τy ≪ τv and its microscopic
origin appear as important yet often overlooked possible
feature in many thixotropic YSF, for which it is often
simply assumed that the two time scales coincide. In the
case of the present paraffin gels, the highly anisotropic,
platelet-like shape of the interacting microcrystals that
make up the gel microstructure (see Fig. 2) is likely to
account for the short time scale τy required to rebuild a
locally-percolated microstructure with solid-like proper-
ties compared to the time scale τv for the evolution of
the plastic viscosity. In this framework, due to the dense
packing of anisotropic microcrystals, we expect a severe
increase in the time scale for the microstructure to ori-
ent under an external shear, and thus an increase of τv
by analogy with suspensions of rigid fibers.68,69 Hence,
the decreasing branch of the flow curve, which is me-
chanically unstable and usually observed only in tran-
sient responses,70–73 becomes accessible here. From the
present findings, we may anticipate that a large time-
scale separation between τy and τv should generically

lead to non-monotonic steady-state flow curves in other
thixotropic YSF, and to the same combination of wall
slip and a shear-banded velocity profile. The next step
is thus to investigate a broader range of experimental
systems to validate the generality of the phenomenology
reported here.

Moreover, although we have taken care of ensuring
that steady states are reached in our experiments, it
is important to recall that even small jumps in the
shear rate may involve long transients in the stress re-
sponse of thixotropic YSF. For instance, increasing the
shear rate by steps is most often associated with stress
overshoots.51,53,74–78 During such overshoots, the local
maximum in shear stress may be larger than the maxi-
mum stress previously experienced by the sample and/or
than the yield stress. If the flowing shear band were to
adjust its local shear rate to a hypothetical γ̇c, the stress
within the band would take a value that remains above
yield for a time long enough to lead to the fluidization of
the whole gap. The present scenario involving wall slip
appears as an alternative path for YSF with large time-
scale separation to adjust to stress variations. However,
our results raise the question of whether one scenario may
be metastable relative to the other, and of the influence
of the experimental protocol. In particular, one may ask
whether a change in the time ∆trheo spent at each shear
rate, especially in the vicinity of γ̇min, would yield sub-
stantially different results. From what we observed in
both rheometric and velocimetry data, when imposing a
shear rate slightly higher or exactly equal to γ̇min, the
sample reaches equilibrium very quickly, in about 2min.
Therefore, waiting longer than ∆trheo = 5min in regime
i should not significantly affect our observations. Still,
additional experiments that systematically explore the
influence of the flow protocol will have to be performed
to confirm such a hypothesis.

The above discussion also prompts us to consider un-
steady heterogeneous flows under external shear. For in-
stance, it is known that shear startup flows of thixotropic
YSF and the corresponding yielding transition are ac-
companied by wall slip, even with rough boundary
conditions.27,79,80 During these short periods of time,
YSF (even those with isotropic constituents) experience
conditions similar to those reported in the present work,
i.e., τy ≪ τv, which strongly suggests that wall slip also
acts as an external degree of freedom during transient
flows. In this framework, Eq. (3) provides a functional
form for the scaling of the slip velocity with the externally
imposed shear rate γ̇. This expression could be coupled
to spatially-resolved models, e.g., soft glassy rheology or
simpler fluidity models,17 to account for wall slip in tran-
sient flows.

Finally, our results at low shear rates, where cooper-
ative effects dominate the flow profile, call for incorpo-
rating wall slip into spatially-resolved models to further
investigate the interplay between wall slip and nonlocal
effects. To date, spatially-resolved models with cooper-
ative effects that successfully account for both steady-
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state and complex long-lasting transient flows76,77,81–83

do not include wall slip. This theoretical effort is all
the more needed, given that distinguishing experimen-
tally between the impact of wall slip and of cooperative
effects on the flow profile is a major challenge, as both
effects occur over comparable length scales. The present
experimental results should thus serve as a benchmark
for testing such generalized theories in an effort to fully
understand viscoplastic flow processes under very small
imposed shear rates close to the yielding transition. More
broadly, the observations and accompanying model of
shear banding and wall slip provide a broader framework
for understanding the complexity of heterogeneous flows
of thixotropic YSF that are of interest in engineering,
geophysical and biomedical applications.
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