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The Ti2Ni and the related η-carbide structure are known to exhibit various in-

triguing physical properties. The Ti2Ni structure with the cubic space group Fd3̄m

is surprisingly complex, consisting of a unit cell with 96 metal atoms. The related

η-carbide compounds correspond to a filled version of the Ti2Ni structure. Here, we

report on the structure and superconductivity in the η-carbide type suboxides Ti4M2O

with M = Co, Rh, Ir. We have successfully synthesized all three compounds in single

phase form. We find all three compounds to be type-II bulk superconductors with tran-

sition temperatures of Tc = 2.7, 2.8, and 5.4 K, and with normalized specific heat jumps

of ∆C/γTc = 1.65, 1.28, and 1.80 for Ti4Co2O, Ti4Rh2O, and Ti4Ir2O, respectively.

We find that all three superconductors, exhibit high upper-critical fields. Particularly

noteworthy is in this regard Ti4Ir2O with an upper critical field of µ0Hc2(0) = 16.06 T,

which exceeds by far the weak-coupling Pauli limit – widely consider as the maximal

upper critical field – of µ0HPauli = 9.86 T. The role of the void filling light atom X has

so far been uncertain for the overall physical properties of these materials. Herein, we

have successfully grown single crystals of Ti2Co. In contrast to the metallic η-carbide

type suboxides Ti4M2O, we find that Ti2Co displays a semimetallic behavior down to

0.75 K. Below 0.75 K we observe a broad decrease in the resistivity, which can most

likely be attributed to an onset of a superconducting transition at lower temperatures.

Hence, the octahedral void-filling oxygen plays a crucial role for the overall physical

properties, even though its effect on the crystal structure is small. Our results indicate

that the design of new superconductors by incorporation of electron-acceptor atoms

may in the Ti2Ni-type structures and other materials with crystallographic void posi-

tion be a promising future approach. The remarkably high upper critical fields, in this

family of compounds, may furthermore spark significant future interest.

Introduction

The discovery of new superconductors and improved superconducting properties remains a

long-standing challenge in solid-state and materials chemistry.1 While there is a wide range
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of superconducting applications that would strongly benefit from new materials, state-of-the-

art computational methods are struggling to predict the highly complex collective electronic

state of superconductors.2,3 Hence, for the search of new and improved superconducting ma-

terials one has to rely on utilizing chemical and physical design principles, such as looking

for new materials with structural features from known superconductors and electron count-

ing.4–9 One chemical approach to this has been the exploration of materials in which the

electronic properties can be tuned precisely by the addition of dopants between layers or

into voids positions.10–13 For this purpose, electron-donor atoms, or cations, are most com-

monly incorporated into the structure, as e.g. in CuxTiSe2, where superconductivity with a

critical temperature of Tc ≈ 4 K was discovered via the intercalation of copper between the

TiSe2 layers.14 Less commonly, electron-acceptor atoms, or anions, are doped into structural

void positions to achieve superconductivity.15,16 A recent example for the enhancement of

superconductivity in such a material, Nb5Ir3O with a critical temperature of Tc ≈ 10.5 K.15

Here, oxygen O2– anions are occupying trigonal anti-prismatic channels in the Mn5Si3-type

host structure.

All type-II superconductors share two fundamental attributes, (i) the critical tempera-

ture Tc below which superconducting state occurs and (ii) the upper critical field Hc2(T )

above which superconductivity is fully suppressed.17,18 The second parameter is crucial not

only because it defines the potential practical applications of the superconductor, but also

it contains fundamental information about the Cooper pair breaking process from the su-

perconducting to the normal state. The maximal Hc2(0) for conventional superconduc-

tors is given by the paramagnetic pair breaking effect, which is commonly known as the

Pauli paramagnetic limit HPauli.
17 This value is given by µ0HPauli = ∆0√

2µB
≈ 1.86[T/K] · Tc

with µB being the Bohr magneton and ∆0 being the superconducting gap in the weak-

coupling Bardeen–Cooper–Schrieffer (BCS) theory. There are few unconventional supercon-

ductors (e.g. highly anisotropic superconductors,19–21 heavy-fermionic superconductors22,23

and spin-triplet superconductor UTe2
24) with high values of Hc2(0) that are exceeding their
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weak-coupling Pauli limit HPauli. A variety of possible reasons for the violation of the weak-

coupling Pauli paramagnetic limit have been discussed, including large spin-orbit coupling

of the electrons or unconventional superconducting pairing mechanism.20,21,25,26 Generally, a

violation of the weak-coupling Pauli paramagnetic limit is widely considered to be a strong

indicator for unconventional superconductivity.18,27,28

η-Carbide-type compounds are a large family of compounds with more than 120 known

members. η-Carbide-type compounds exist in two chemical stoichiometries, with the general

formula A4B2X or A3B3X. Here A and B are transition metals, and X is a light element –

either carbon, nitrogen, or oxygen.29,30 The η-carbide structure corresponds to a filled version

of the Ti2Ni-type structure, with small nonmetallic atoms occupying the interstitial positions

corresponding to the Wyckoff position 16d.31 These atoms act as electron-acceptors, or

anions. The structures of A4B2X and A3B3X differ by the occupation of the Wyckoff position

16c. The chemically possible elemental site mutations of the η-carbide compounds offers a

large tunability of their chemical and physical properties, while the effect and importance

on the electronic properties of the light atoms in the void position has so far not been

clarified.32–34

η-Carbides have been found to be a versatile family of compounds for the investigation

of emergent quantum properties,30,35–38 while only a few have been reported to be supercon-

ductors.30,35,39 In a review by B.T. Matthias, et al. inter alia superconductivity in Ti2Co,

Ti0.573Rh0.287O0.14 and Ti0.573Ir0.287O0.14 is mentioned, lacking detailed information.39 The

η-carbide superconductor with the highest known critical temperature of Tc = 9.7 K is

Nb4Rh2C1–δ.
35,40 This material has recently been found to display a remarkably high upper

critical field of µ0Hc2(0) = 28.5 T exceeding by far the weak-coupling Pauli limit.40 This

material falls right in between the two commercially most often used superconducting ma-

terials. Namely, Nb4Rh2C1–δ displays a critical temperature close to the one of NbTi, while

having a much larger upper critical field, close to the one of Nb3Sn.

Here, we report on the synthesis and superconducting properties of η-carbide type sub-
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oxides Ti4M2O (M = Co, Rh, Ir). Single crystals of Ti4Co2O and Ti2Co were prepared

by an arc-melting and subsequent annealing process. By an elemental site substitution on

the cobalt site in Ti4Co2O with the other group-9 transition metals Rh and Ir, we obtained

two new compounds Ti4Rh2O and Ti4Ir2O. Magnetic susceptibility, electrical resistivity

and specific heat capacity measurements show Ti4M2O (M = Co, Rh, Ir) are bulk type-II

superconductors with transition temperatures of 2.7, 2.8 and 5.4 K, respectively. All three

compounds – Ti4Co2O, Ti4Rh2O and Ti4Ir2O – display high upper critical field Hc2(0) with

respect to their critical temperatures. Our measurements show that Ti4Co2O and Ti4Ir2O

even have upper critical fields above the weak-coupling BCS Pauli limit. We, furthermore,

show Ti2Co is a semimetal with indications of a broad superconducting transition below 0.75

K. This indicates that incorporation of oxygen into the interstitial sites plays a crucial role

for the electronic and superconducting properties of Ti4Co2O.

Experimental Section

Single Crystals: Single crystals of Ti2Co and Ti4Co2O were prepared from titanium pow-

der (purity: 99.9 %, Alfa Aesar), cobalt powder (purity: 99.99 %, Strem Chemicals), and

titanium dioxide powder (purity: 99.9 %, Sigma-Aldrich). The reactants were thoroughly

mixed in stoichiometric ratios and pressed into a pellet of a total mass of 600 mg. To

avoid the oxidation of the metals, this process was performed in a glovebox under argon

atmosphere. The pellet was melted in an arc furnace in a purified argon atmosphere on

a water-cooled copper plate. The sample was molten 10 times in order to ensure optimal

homogeneity. The solidified melt ball was sealed in a quartz ampule under 1/3 atm argon

and annealed in a furnace for 30 days at 1000 ◦C. Finally, the quartz tube was quenched in

water. Large single crystals of Ti2Co and Ti4Co2O were obtained by mechanical breaking of

the solidified ball (see photographs in supporting information).

Polycrystalline Samples: Polycrystalline samples of Ti4Rh2O and Ti4Ir2O were ob-
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tained from titanium powder (purity: 99.9 %, Alfa Aesar), rhodium powder (99.99%, Strem

Chemicals), iridium powder (purity: 99.99 %, Strem Chemicals), and titanium dioxide pow-

der (purity: 99.9 %, Sigma-Aldrich). Samples of a total mass of 120 mg were synthesized

from stoichiometric ratios of the reactants. We found the highest purity of Ti4Rh2O was

obtained with a Ti:Rh:O ratio of 3.9:2.1:0.8, and Ti4Ir2O was obtained with a Ti:Ir:O ratio

of 4:2:0.7 in the arc-melting process. These were thoroughly mixed and pressed into a pellet.

The pellet was melted in an arc furnace in a purified argon atmosphere on a water-cooled

copper plate. The sample was molten 10 times in order to ensure optimal homogeneity. The

solidified melt was ground to a fine powder and pressed into a pellet. The pellet was sealed

in a quartz ampule under 1/3 atm argon and annealed in a furnace for 7 days at 1000 ◦C.

After the reaction, the quartz tube was quenched in water. Different starting stoichiome-

tries in the arc-melting process have been tried to improve purity of the final polycrystalline

samples.

Composition and Structure: The samples were investigated by means of powder

X-ray diffraction (PXRD) measurements on a STOE STADIP diffractometer with Mo Kα

radiation (λ = 0.709300 Å). The PXRD patterns were collected in the 2θ range of 5-50◦ with

a scan rate of 0.25◦/min. The PXRD of Ti4Rh2O and Ti4Ir2O samples were measured on

a Rigaku diffractometer with Cu Kα radiation. Rietveld refinements were performed using

the FULLPROF program suite.41 Single crystal X-ray diffraction (SXRD) was performed

on a Rigaku’s XtaLAB Synergy diffractometer using Cu or Mo Kα radiation. The graphical

interface Olex242 was used to solve the structure and do the refinement. The structure was

solved using intrinsic phasing provided by the ShelXT program43 and refined by the least

squares method of ShelXL.44

Physical Properties: The temperature-dependent magnetization measurements were

performed using a Quantum Design Magnetic Properties Measurement System (MPMSXL)

equipped with a reciprocating sample option (RSO). The measured plate like samples were

placed in parallel to the external magnetic field to minimize demagnetization effects. Specific
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heat capacity and resistivity measurements were performed with a Quantum Design Physical

Property Measurement System (PPMS) using a He-3 insert option for measurements below

2 K. Temperature-dependent resistivity data of Ti2Co and Ti4Co2O were measured on single

crystals by employing the standard 4-probe technique. Temperature-dependent resistivities

of Ti4Rh2O and Ti4Ir2O were measured on sintered polycrystalline pellets using the same

technique. For all resistivity measurements, silver wires were connected to the sample with

silver paint.

Electronic Structure Calculations: We have performed density functional theory

calculations for all compounds using the full potential local orbital (FPLO) basis45 and the

generalized gradient approximation (GGA) to the exchange correlation functional.46 Due to

the importance of spin-orbit coupling for Co, Rh and Ir, we have performed fully relativistic

calculations. The experimentally determined crystal structures were used for all calculations.

Results and discussion

Structure of Ti4M2O (with M = Co, Rh, Ir)

Large single crystals of Ti4Co2O with shiny metallic luster were prepared by arc-melting and

subsequent annealing (see supporting information). The structure of Ti4Co2O was previously

reported in the literature, but only low quality polycrystalline data was available so far.35

The SXRD data obtained here allows us to provide a high-quality structural solution in table

1.

Ti4Co2O crystallizes in the cubic Fd3̄m space group, with the cell parameter a =

11.2574(3) �A. In figure 1(a), we show a schematic view of the refined crystal structure

of Ti4Co2O. The composition for Ti4Co2O was found to be fully stoichiometric, with no

oxygen vacancies. Temporary freed site occupancy showed no disorder over the different

sites, and the low electronic residues confirm that all positions are correctly filled with the

right atoms. All the details of the SXRD and the structural refinements are summarized
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in table 1. The whole sample was found to be phase pure as evidenced by the Rietveld

refinement shown in figure 1(b).

The structure of Ti4Co2O corresponds to a filled version of the Ti2Ni structure with the

oxygen atoms occupying the 16d Wyckoff positions. In the SXRD refinement of Ti4Co2O,

an electronic density residue of 19.48 e−�A−3
is found at the cell center, if the oxygen is not

considered for the crystallographic void positions, evidencing the incorporation of oxygen

in the structure. Here, titanium atoms occupy the 16c and the 48f Wyckoff positions,

cobalt atoms occupy the 32e Wyckoff positions, while oxygen atoms occupy the 16d Wyckoff

positions, resulting in a formula of Ti64Co32O16 for one unit cell. The Ti2Ni-type structures

with space group of Fd3̄m contain in their unit cell 96 metal atoms. Alternatively, the large

Ti2Ni unit cell can also be understood as eight cubic sub-cells having two alternating patterns,

and the interstitial positions between these sub-cells are empty.40 The Ti2Ni structure-type

is well known to act as a host with some tolerance, allowing the incorporation of light

elements, such as oxygen, nitrogen and carbon, in the interstitial positions to form the

η-carbide structure.

Polycrystalline samples of the two suboxides Ti4Rh2O and Ti4Ir2O were obtained by

means of solid-state synthesis. The PXRD patterns and their respective Rietveld refinements

are shown in figure 1(c)&(d). Ti4Rh2O and Ti4Ir2O crystallize in the same structure as

Ti4Co2O, hence in the cubic space group Fd3̄m with cell parameters a = 11.58452(3) Å

and a = 11.62931(2) Å, respectively. The unit cell increases with increasing atomic radii

within this series of compounds, as it is expected. The presented Rietveld refinements lead to

reliability factors Rwp of 4.10 % and 4.19 % for Ti4Rh2O and Ti4Ir2O, respectively. Hence,

the refined structures of the two new compounds, Ti4Rh2O and Ti4Ir2O are of excellent

quality. Details on the Rietveld refinements are summarized in table 2. In table 3 the

atomic coordinates and the atomic displacement parameters for all three compounds are

assembled. All measurements were performed on these polycrystalline samples. However,

the validity of the structural model could also be confirmed by SXRD measurements, the

8



Table 1: Crystallographic data for single-crystals of Ti2Co and Ti4Co2O.

Formula Ti2Co Ti4Co2O
Formula weight (g mol−1) 154.73 325.46

Crystal system Cubic
Space group Fd3̄m (227)
a, b, c (Å) 11.2865(5) 11.2574(3)
α, β, γ (◦) 90

Volume (Å3) 1437.73(19) 1426.63(11)
Z 32 16

Calculated density (g cm−3) 5.719 6.061
Temperature (K) 160

Radiation Cu Kα (1.54184 �A) Mo Kα (0.71073 �A)
Crystal color Metallic silver-black

Crystal size (mm3) 0.064 × 0.041 × 0.037 0.12 × 0.11 × 0.07
Linear absorption coefficient (cm−1) 1406.66 (Cu) 173.75 (Mo)

Scan mode ω
2θ range for data collection (◦) 13.63 — 137.992 7.206 — 64.518

Index ranges -5 ≤ h ≤ 13 -16 ≤ h ≤ 13
-12 ≤ k ≤ 8 -15 ≤ k ≤ 16
-15 ≤ l ≤ 16 -12 ≤ l ≤ 9

Reflections collected 278 1100
Data reduction

Completeness (%) 100 99.31
Numbers of independent reflections 84 129

Rint (%) 2.88 2.05
Empirical absorption correction Auto frame scaling, sample decay, 4x4 detector correction
Numerical absorption correction Spherical Analytical

Independent reflections with I ≥ 2.0σ 76 128

Refinement
R1 (obs / all) (%) 3.07 / 3.24 1.23 / 1.23

wR2 (obs / all) (%) 8.50 / 8.57 3.15 / 3.15
GOF 1.130 1.192

Numbers of refined parameters 10 13

Difference Fourier residues (e−�A−3
) -0.436 — +0.505 -0.519 — +0.319
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Figure 1: (a) Schematic representation of two orientations for the refined crystal structure
from SXRD of Ti4Co2O. PXRD patterns and Rietveld refinements of (b) Ti4Co2O, (c)
Ti4Rh2O and (d) Ti4Ir2O, respectively. The plots are represented as follows: observed
(colored dots), calculated (black line) and difference (colored line) intensities. The Bragg
positions of each phase are indicated with colored vertical bars.
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details of which are presented in the Supporting Information. The cell parameters of the

SXRD and PXRD measurements are in excellent agreement.

Table 2: Details on the Rietveld refinement for polycrystalline samples of Ti4Rh2O and
Ti4Ir2O.

Formula Ti4Rh2O Ti4Ir2O
Formula weight (g mol−1) 413.33 591.96

Crystal system Cubic
Space group Fd3̄m (227)
a, b, c (Å) 11.58452(3) 11.62931(2)
α, β, γ (◦) 90

Volume (Å3) 1554.656(7) 1572.759(6)
Z 16

Calculated density (g cm−3) 7.06359 9.999
Diffractometer Rigaku SmartLab, Bragg-Brentano

Temperature (K) 298

Radiation Cu Kα (1.54184 �A)
2θ range (deg.), no. of points 5.07 - 100.01, 9495 5.08 - 100.02, 9495

Step size (deg), counting time (s) 0.01, 5.99766
Background Linear interpolation

Profile function
Thompson-Cox-Hastings pseudo-Voigt

with Axial divergence asymmetry
No. of refined parameters 11

RB (%) 6.22 3.88
Rp (%) 2.49 2.41
Rwp (%) 4.10 4.19
Rexp (%) 1.38 1.09
GOOF 2.9649 3.8487

Superconductivity in Ti4M2O (with M = Co, Rh, Ir)

We have performed temperature-dependent electrical resistivity measurements on single crys-

tals of Ti4Co2O, and on polycrystalline samples of Ti4Rh2O and Ti4Ir2O. In figure 2(a), we

show resistivity measurements in the temperature range between T = 300 K and 400 mK.

All three compounds are found to be metals with residual resistivity ratios (RRR) – here

defined as ρ(300 K)/ρ(10 K) – of RRR = 1.26, 1.72, and 1.27 for Ti4Co2O, Ti4Rh2O, and

Ti4Ir2O, respectively.
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Table 3: Refined coordinates, atomic displacement parameters (ADPSs) (Å2), and their
estimated standard deviations for Ti2Co, Ti4Co2O, Ti4Rh2O, and Ti4Ir2O.

Wyckoff
position

Ti2Co Ti4Co2O Ti4Rh2O Ti4Ir2O

x(Ti1) 16c 0
Uiso 0.0517(8) 0.0049(2) 0.0296(8) 0.0163(12)

x(Ti2) 48f 0.43659(14) 0.43890(5) 0.44217(8) 0.44086(13)
Uiso 0.0437(7) 0.00385(18) 0.0261(3) 0.0197(5)

x(M) 32e 0.21406(10) 0.21131(2) 0.21492(3) 0.21468(3)
Uiso 0.0537(8) 0.00496(18) 0.0292(2) 0.01342(19)

x(O) 16d - 1/2
Uiso - 0.0045(7) 0.016(2) 0.057(5)

These values correspond to a poor metal behavior, as commonly observed in metal oxides

(see, e.g., reference 47). The room-temperature resistivities of Ti4Co2O, Ti4Rh2O, and

Ti4Ir2O are very similar, with ρ(300K) = 0.07 mΩ cm, ρ(300K) = 0.12 mΩ cm, and ρ(300K)

= 0.25 mΩ cm, respectively.

We find that all three compounds clearly undergo a transition to a superconducting state

at critical temperatures of Tc = 2.7 K, 2.8 K, and 5.4 K for Ti4Co2O, Ti4Rh2O, and Ti4Ir2O,

respectively. These transitions are manifested by the sharp drop in the resistivity at the

corresponding temperatures. In the inset of 2(a), the electrical resistivities of the three com-

pounds in the vicinity of the superconducting transition are depicted. The observation of

superconductivity in Ti4Co2O is in agreement with earlier findings, where a critical tem-

perature Tc of 3.10-2.84 K was enlisted for this compound, in the absence of any further

experimental details (see, reference 35).

The superconducting state of these materials was further characterized with magnetiza-

tion and heat capacity measurements. In figure 2(b), we show the temperature-dependent

magnetic susceptibilities (-M/M(1.8 K)) of Ti4Co2O, Ti4Rh2O, and Ti4Ir2O in zero-field

cooled (ZFC) and field-cooled (FC) conditions in an external magnetic field of µ0H = 2 mT.

The observed superconducting transition temperatures in the magnetization are in good

agreement with the critical temperatures from the resistivity measurements. We observe

shielding fractions clearly larger than χ = -1 for all three compounds, caused by demagneti-
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zation effects. In the normal state, all three compounds are found to be Pauli paramagnets

(see Supporting Information).

In figure 2(c), we present the temperature-dependent specific heat C/T vs T for Ti4Co2O,

Ti4Rh2O and Ti4Ir2O. In the normal state, the specific heat consists of an electronic (Cel)

and a phononic (Cph) contribution, it was fitted according to the following relationship:

C(T )

T
=
Cel + Cph

T
= γ + βT 2. (1)

Here γ is the Sommerfeld coefficient and β is the coefficient of the phonon contribution.

The value for γ is found to be γ = 39.98 mJ mol−1 K−2 for Ti4Co2O, γ = 34.5 mJ mol−1 K−2

for Ti4Rh2O, and γ = 29.3 mJ mol−1 K−2 for Ti4Ir2O. γ is proportional to the electronic

density of states at the Fermi-level D(EF). Hence, it can be argued that all three compounds

have very similar D(EF).

The phononic coefficients are β = 0.24 mJ mol−1 K−4 for Ti4Co2O, β = 0.22 mJ mol−1

K−4 for Ti4Rh2O, and β = 0.59 mJ mol−1 K−4 for Ti4Ir2O. The Debye temperatures ΘD

can be determined according to the equation

ΘD =

(
12π4

5β
nR

) 1
3

(2)

where n is the number of atoms per formula unit, and R = 8.314 J mol−1 K−1 is the ideal

gas constant. The Debye temperature is calculated to be ΘD = 386 K for Ti4Co2O, ΘD =

397 K for Ti4Rh2O, and ΘD = 285 K for Ti4Ir2O.

The clearly distinct discontinuities in the specific heat are in good agreement with the

superconducting transition temperatures observed in the magnetization and resistivity mea-

surements. With the entropy-conserving construction shown in figure 2(c), the normalized

specific heat jump ∆C/γTc was determined. ∆C/γTc is found to be 1.65 for Ti4Co2O, 1.28

for Ti4Rh2O and 1.80 for Ti4Ir2O. All three values are close to the BCS weak-coupling value

for ∆C/γTc of 1.43, confirming the bulk nature of the superconductivity in these materials.
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Therefore, all three compounds are bulk suboxide-superconductors.

For Ti4Ir2O, we have furthermore determined the lower critical field µ0Hc1(0) by employ-

ing a series of ZFC field-dependent magnetization measurements in the superconducting state

(see Supporting Information). Here, we take the magnetic field point where the M(H) curve

first deviates from linearity as the measure for µ0Hc1(T).48 With this approximation, the ob-

tained µ0Hc1(T) values are fitted using the empirical equation Hc1(T ) = Hc1(0)[1− (T/Tc)
2].

We determine the lower critical field for Ti4Ir2O to be µ0Hc1(0) = 8.9 mT (see Supporting

Information).

High-upper critical fields in Ti4M2O (with M = Co, Rh, Ir)

In figure 3(a)-(c) we show temperature- and field-dependent resistivity measurements in the

vicinity of the superconducting transitions on a single crystal of Ti4Co2O and on polycrys-

talline samples of Ti4Rh2O and Ti4Ir2O. As expected, the critical temperature decreases

steadily as the applied magnetic field increases. However, the shift of the superconducting

transition temperatures in these materials for all three compounds in external fields is re-

markably small. Commonly, conventional superconductors have upper critical fields clearly

below the weak-coupling Pauli limit. Hence, should be suppressed at the here applied fields.

For Ti4Co2O shown in figure 3(a), the critical temperature in the resistivity is still Tc =

0.65 K in an external field of µ0H = 6.5 T. The weak-coupling Pauli limit of Ti4Co2O is

determined to be µ0HPauli = 5.0 T. In Ti4Ir2O the critical temperature in a µ0H = 9 T field

is still Tc = 3.0 K. The superconductivity is normally long suppressed in such high magnetic

fields in comparable materials.49,50 Also, the remarkable sharpness of the transition in high

fields is worth emphasizing. The transition width in the resistivity of Ti4Ir2O in zero-field

is ∆Tc = 0.34 K, and in a magnetic field of µ0H = 9 T it is still ∆Tc = 0.76 K. Such a

small widening of the transition is quite remarkable and indicates a wide vortex solid region,

and a small vortex liquid region. A feature especially of importance for the realization of

superconducting magnet applications.51
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= Co, Rh and Ir. (d)-(f) Electronic phase diagrams of Ti4M2O with M = Co, Rh and Ir.

Here, we take the common 10%-, 50%- and 90% criteria of resistances to determine the

upper critical field at zero temperature µ0Hc2(0). In figure 3(d)-(f), we estimate the upper

critical fields at zero temperature µ0Hc2(0) using the Werthamer-Helfand-Hohenberg (WHH)

approximation in the clean limit:52

µ0Hc2(T ) =
µ0Hc2(0)

0.73
h∗fit(T/Tc). (3)

h∗fit(t) = (1− t)− C1(1− t)2 − C2(1− t)4. (4)

This approach can be considered as a conservative estimation of the upper critical fields

µ0Hc2(0). The fitting gives an upper critical value of µ0Hc2(0)= 7.18 T, 7.08 T, and 7.02

T for the 10%-, 50%- and 90% criteria, for Ti4Co2O respectively. All of these values are

clearly higher than weak-coupling Pauli limit. For the estimated upper critical field values

of Ti4Rh2O we find µ0Hc2(0) = 5.38 T, 5.15 T, and 5.01 T for the 10%-, 50%- and 90%

criteria, respectively. which is large, and very close to the weak-coupling Pauli limit, where

µ0HPauli = 5.21 T for the 50%-criteria.
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The estimated upper critical field values from the 10%-, 50%-, 90%-criteria and specific

heat capacity for Ti4Ir2O are µ0Hc2(0) = 16.76 T, 16.06 T, 15.47 T, and 18.03 T which is

remarkably high. This upper critical field is by far exceeding the weak-coupling Pauli limit

of µ0HPauli = 9.86 T for the 50%-criteria.

The observation of the violation of the weak-coupling Pauli limit in these materials is

remarkable. These cubic, centrosymmetric materials – without any local magnetic moments

– would from a material design perspective not to be expected to display such uncommon

superconducting properties. However, Ti4Co2O and Ti4Ir2O are also two additional exam-

ples for the observation of the weak-coupling Pauli limit violation after the recent report on

Nb4Rh2C1–δ in the same structure type.40 These similar properties occur in this structure

type, although there are significant differences in chemical composition. Not only the tran-

sition elements are different, but also the anionic void filling element is changed to oxygen.

Parameters of the superconductivity in Ti4M2O (M = Co, Rh, Ir)

According to the Ginzburg-Landau theory, the obtained µ0Hc2(0) value (here the values

obtained from the 50% criteria are being used) can be used to estimate the coherence length

ξGL(0) at T = 0 K using the following equation:

µ0Hc2(0) =
Φ0

2π ξ2
GL

. (5)

Here, Φ0 = h/(2e) ≈ 2.0678 · 10−15 Wb is the quantum flux. The calculated coherence

length ξGL(0) is 68.2 Å for Ti4Co2O, 79.9 Å for Ti4Rh2O, and 45.3 Å for Ti4Ir2O, respectively.

The superconducting penetration depth λGL of Ti4Ir2O was estimated from the obtained

values of ξGL and Hc1 by using the relation:

µ0Hc1 =
Φ0

4πλ2
GL

ln(
λGL

ξGL

). (6)

We obtained a value of λGL = 2756 Å for Ti4Ir2O. The value of κGL = λGL/ξGL = 60.8.
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The electron-phonon coupling constant λep of Ti4M2O can be estimated from the Debye

temperature, using the semi-empirical McMillan approximation:53

λep =
1.04 + µ∗ ln

(
ΘD

1.45Tc

)
(1− 0.62µ∗)ln

(
ΘD

1.45Tc

)
− 1.04

. (7)

The Coulombic repulsion parameter µ∗ is set to be 0.13 according to the empirical ap-

proximation for similar materials.7,54,55 Based on the obtained value, the electron-phonon

coupling constant is calculated to be λep = 0.51 for Ti4Co2O, λep = 0.52 for Ti4Rh2O, and

λep = 0.66 for Ti4Ir2O. Using these electron-phonon coupling constants and the Sommerfeld

constants, we can estimate the density of states at the Fermi-level by using the following

relationship:

D(EF) =
3γ

π2k2
B(1 + λep)

. (8)

This results in a density of states at the Fermi-level of D(EF) = 11.22 states eV−1 per

formula unit (f.u.) for Ti4Co2O, D(EF) = 9.64 states eV−1 per formula unit (f.u.) for

Ti4Rh2O, and D(EF) = 7.50 states eV−1 per formula unit (f.u.) for Ti4Ir2O.

It can be stated that all three superconductors Ti4M2O (M=Co, Rh, Ir) have very high

upper critical fields compared with their Tc values. We find that the upper critical fields

of Ti4Co2O and Ti4Ir2O are even exceeding the commonly expected maximal upper critical

field, known as the weak-coupling Pauli limit. By analyzing the electronic and phononic

contribution, there is no obvious experimental observation that might allow to explain this

unusual electronic effect. That both Ti4Co2O and Ti4Ir2O are violating this limit is a strong

indicator that the most commonly expected cause for this effect – strong spin-orbit coupling –

is not the main reason for the observation at hand. Since the effect is observed for the lighter

cobalt, as well as for the heavier iridium compound, even though the spin orbit-coupling is

enhanced substantially from one to the other element. A comprehensive comparison of the

electronic parameters of the three η-carbide-type suboxide superconductors is listed in table
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4.

Table 4: Summary of all the determined parameters of Ti4M2O (M=Co, Rh, Ir).

Parameter Units Ti4Co2O Ti4Rh2O Ti4Ir2O
Tc,magnetization K 2.7 2.7 5.3
Tc,resistivity K 2.7 2.8 5.4
Tc,specificheat K 2.7 2.3 5.3
ρ(300K) mΩ cm 0.07 0.12 0.25

RRR - 1.26 1.72 1.27
µ0Hc1(0) mT - - 8.9
µ0Hc2(0) T 7.08 5.15 16.06

β mJ mol−1 K−4 0.236 0.217 0.587
γ mJ mol−1 K−2 39.9 34.5 29.3

ΘD K 386 397 285
ξGL Å 68.2 79.9 45.3
λGL Å - - 2756
κGL - - - 60.8

∆C/γTc - 1.65 1.28 1.80
λep - 0.51 0.52 0.66

D(EF) states eV−1 per f.u. 11.22 9.64 7.50
µ0HPauli T 5.02 5.21 9.86

µ0Hc2(0)/Tc T/K 2.62 1.84 3.03

The structure and electronic properties of Ti2Co

Large single crystals of Ti2Co with a silver metallic luster were obtained analogously to the

synthesis of Ti4Co2O single crystals (see supporting information). The structure of Ti2Co

had previously been reported,35 here we solve it for the first time using high-quality SXRD

data. The PXRD pattern of the finely ground crystals is shown in figure 4(a), evidencing

the absence of any impurity phases. In figure 4(b), we show a schematic view of the refined

crystal structure of Ti2Co.

Ti2Co crystallizes in the Ti2Ni structure in the cubic Fd3̄m space group, with the cell

parameter a = 11.2865(5) �A. This unit cell is slightly larger than the above-mentioned cell

parameter for Ti4Co2O, this is in good agreement with the increased ionicity of the bonding

upon oxygen incorporation. In our Ti2Co crystals, there are no atoms in the void position,
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as evidence by the absence of any significant electronic residue in the SXRD refinement of

Ti2Co. All the details of the SXRD and the structural refinements are summarized in table

1. Attempts to obtain isostructural oxygen-free Ti2Rh and Ti2Ir were unsuccessful. Ti2Rh

crystallizes in the Zr2Cu-type structure (space group: I4/mmm (139)),56 while no compound

with the stoichiometric ratio of Ti2Ir has been reported. Hence, for both Ti4Rh2O and

Ti4Ir2O, oxygen plays a crucial role in stabilizing the compounds in the η-carbide structure.

In figure 4(c), we show temperature-dependent resistivity measurements of Ti2Co and for

comparison of the oxygen filled version Ti4Co2O in the temperature range between T = 400

mK and 300 K. We find that the resistivity of Ti2Co slightly increases with decreasing tem-

perature, characteristic for a semi-metallic behavior. While, the resistivity of the Ti4Co2O

with oxygen in the void positions is clearly metallic with a decreasing resistivity with de-

creasing temperature. The room-temperature resistivities of Ti2Co and Ti4Co2O are very

similar, with ρ(300K) = 0.077 mΩ cm and ρ(300K) = 0.066 mΩ cm, respectively. While

the metallic Ti4Co2O clearly undergoes a transition to a superconducting state at a critical

temperature Tc of 2.7 K, the semimetallic Ti2Co shows a slight indication for a supercon-

ducting transition below 750 mK, as shown in figure 4(d). The transition for Ti2Co is very

broad, and the resistivity at the lowest measured temperature here (Tmin = 400 mK) is still

above a zero resistance state. Hence, a possible complete transition to a superconducting

state is not observed due to the temperature limitation of our measurement device. Based on

the commonly used 50% resistivity criteria, we estimate the superconducting temperature of

Ti2Co to be 0.5 K. This finding is in contrast to an earlier report showing superconductivity

at higher temperatures.35 It is likely that the samples in the previous reports actually had

oxygen incorporated in the interstitial positions, making them superconducting at higher

temperatures.

In figure 4(e), the specific heat data in the normal state of Ti2Co and Ti4Co2O single

crystals is shown. The value for the Sommerfeld parameter γ is found to be γ = 5.84 mJ

mol−1 K−2 for Ti2Co and γ = 39.98 mJ mol−1 K−2 for Ti4Co2O, respectively. As γ is
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proportional to the electronic density of states at the Fermi-level D(EF), the nearly 4-fold

increase from Ti2Co to Ti4Co2O upon the addition of oxygen explains the semimetallic to

metallic change in the electronic properties observed in the resistivities. Hence, the oxygen

addition into the voids of Ti2Co corresponds to an increase in electrons at the Fermi-level,

leading to a metallic sample that eventually can become superconducting at a higher critical

temperature.

The phononic coefficient β is similar for both compounds, with a value of β = 0.096 mJ

mol−1 K−4 for Ti2Co and β = 0.24 mJ mol−1 K−4 for Ti4Co2O. The Debye temperature

ΘD is calculated to be ΘD = 392 K for Ti2Co, and ΘD = 386 K for Ti4Co2O, indicating

– as it would be expected – very similar phononic properties of the two compounds. We

find both Ti2Co and Ti4Co2O to be Pauli paramagnets in the normal state (see Supporting

Information).

Electronic structure of Ti4M2O (M=Co, Rh, Ir)

We use DFT calculations to better understand the electronic structure of the four materi-

als Ti2Co and Ti4M 2O (M=Co, Rh, Ir). Figure 5 shows the fully relativistic GGA band

structures and densities of states, labeled as GGA+SO. Overall bandwidth of Ti 3d states

and Co 3d, Rh 4d or Ir 5d states, respectively, is about 8 eV. Filled oxygen 2p states are

below -6 eV and are not shown here. As we are interested in superconductivity, we focus on

the states in a small window near the Fermi level EF. For easy comparison with the three

other compounds, we normalize Ti2Co DOS to two formula units. We find that even in the

two Co-containing materials, density of states at the Fermi level N(EF) is affected by SO

coupling. At least at the GGA+SO level, DFT does not stabilize magnetic moments on the

transition metals. Our calculations yield a density of states at the Fermi-level of D(EF) =

7.99 states/eV/2f.u. in Ti2Co and D(EF) = 10.2 states/eV/f.u. in Ti4Co2O; thus, plain

GGA+SO calculations can explain that N(EF) is smaller in the former but not that it is
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reduced by a large factor as seen from our specific heat measurements; this merits further

investigation.

The difference between Ti2Co and Ti4Co2O is that in the latter, the Fermi level is placed

0.2 eV lower within the d states due to the 2e per formula unit transferred to O2−, evidenc-

ing the strong electron-accepting character of the incorporated oxygen atoms into the void

position. The binding of Ti2 to O also leads to substantial changes in the band dispersion so

that the similarity between Ti2Co and Ti4Co2O band structures can only be recognized in

special points like Γ, for example. The small shift of the Fermi level leads to a 28% increase

in D(EF) in Ti4Co2O compared to Ti2Co, providing a possible explanation why the former

is superconducting, but the latter is not. On the other hand, DFT does not provide a simple

argument why the critical temperature Tc of Ti4Ir2O is nearly twice that of Ti4Rh2O. The

strong spin-orbit coupling in Ir leads to substantial band splittings and therefore a signifi-

cantly lower density of states at the Fermi level, in agreement with the experimental findings.

As the Fermi surface of Ti4Ir2O is clearly more complex than that of Ti4Rh2O due to spin

orbit coupling, it will be interesting to investigate in a future study if better Fermi surface

nesting enhances the electron-phonon coupling constant in Ti4Ir2O and is thus responsible

for the higher Tc and possibly the Pauli limit violation.

Conclusion

We have successfully synthesized η-carbide type suboxide superconductors Ti4M2O (M=Co,

Rh, Ir) and measured their superconducting properties. Magnetic susceptibility, electrical

resistivity and specific heat capacity measurements showed Ti4M2O (M=Co, Rh, Ir) are type-

II superconductors with transition temperatures of Tc = 2.7, 2.8, and 5.4 K, respectively.

The normalized specific heat jumps, ∆C/γTc, are measured to be 1.65, 1.28, and 1.80 for

Ti4Co2O, Ti4Rh2O, and Ti4Ir2O, evidencing the bulk nature of the superconductivity in

these materials.

Temperature- and field-dependent resistivity and specific heat measurements showed that
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all three compounds display high upper critical fields. The upper critical fields of Ti4Co2O

and Ti4Ir2O are even by far exceeding the weak-coupling Pauli limit, indicating the unusual

nature of the superconducting state in these compounds. Especially noteworthy is the super-

conductor Ti4Ir2O, for which we find an upper critical field of µ0Hc2(0) = 16.06 T, while the

maximal expected upper critical field, i.e. the weak-coupling Pauli limit is µ0HPauli = 9.86 T.

The observation of this violation in a cubic centrosymmetric material, in the absence of any

magnetic interactions is unexpected. The reason for the absence of the weak-coupling Pauli

limit violation in Ti4Rh2O is not obvious. The upper critical fields of Ti4Rh2O are, however,

in very good agreement with the upper critical field observed in the η-carbide Z4Rh2O, where

an µ0Hc2(0) very close to the weak-coupling Pauli limit was observed, too.30 If the Pauli limit

violation in Ti4M2O was caused by strong-spin orbit coupling (the most commonly expected

cause), then the effect would be expected to enhance across the group-9 transition metal

series. The difference might rather be caused by the more complex Fermi surface. Further-

more, it is worth emphasizing that the specific heat jumps ∆C/γTc of Ti4Co2O and Ti4Ir2O

are clearly above the BCS value of 1.43, which might hint towards a strong coupling scenario

for these two superconductors.

However, Ti4Co2O and Ti4Ir2O are also two additional examples for the observation

of this violation after the recent report on Nb4Rh2C1–δ in the same structure type. This

indicates that the overall observed large upper-critical field and the weak-coupling Pauli

limit violation are common properties that run in this structural family of compounds.

Our results show that in the class of the η-carbides and related structures, new supercon-

ducting materials can be discovered by using chemical design principles. Furthermore, the

remarkably high upper critical fields discovered in these materials here and also in reference

40 may spark significant interest. Future investigations into the nature and origin of this ef-

fect – which eventually is most relevant for the generation of next generation superconducting

magnets – can be expected.
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Klingeler, R.; Hamann-Borrero, J.; Hess, C., et al. High-field Pauli-limiting behavior

and strongly enhanced upper critical magnetic fields near the transition temperature of

an arsenic-deficient LaO0.9F0.1FeAs1–δ superconductor. Physical Review Letters 2008,

101, 237003.

(27) Mercure, J.-F.; Bangura, A.; Xu, X.; Wakeham, N.; Carrington, A.; Walmsley, P.;

Greenblatt, M.; Hussey, N. Upper critical magnetic field far above the paramagnetic

pair-breaking limit of superconducting one-dimensional Li0.9Mo6O17 single crystals.

Physical review letters 2012, 108, 187003.

29



(28) Cao, Y.; Park, J. M.; Watanabe, K.; Taniguchi, T.; Jarillo-Herrero, P. Pauli-limit

violation and re-entrant superconductivity in moiré graphene. Nature 2021, 595, 526–
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(41) Rodŕıguez-Carvajal, J. Recent advances in magnetic structure determination by neutron

powder diffraction. Physica B: Condensed Matter 1993, 192, 55–69.

(42) Dolomanov, O. V.; Bourhis, L. J.; Gildea, R. J.; Howard, J. A.; Puschmann, H. OLEX2:

a complete structure solution, refinement and analysis program. Journal of applied

crystallography 2009, 42, 339–341.

(43) Sheldrick, G. M. SHELXT–Integrated space-group and crystal-structure determination.

Acta Crystallographica Section A: Foundations and Advances 2015, 71, 3–8.

(44) Sheldrick, G. M. Crystal structure refinement with SHELXL. Acta Crystallographica

Section C: Structural Chemistry 2015, 71, 3–8.

(45) Koepernik, K.; Eschrig, H. Full-potential nonorthogonal local-orbital minimum-basis

band-structure scheme. Phys. Rev. B 1999, 59, 1743–1757.

(46) Perdew, J. P.; Burke, K.; Ernzerhof, M. Generalized Gradient Approximation Made

Simple. Phys. Rev. Lett. 1996, 77, 3865–3868.

(47) von Rohr, F. O.; Ryser, A.; Ji, H.; Stolze, K.; Tao, J.; Frick, J. J.; Patzke, G. R.;

Cava, R. J. The h-SbxWO3+2xOxygen Excess Antimony Tungsten Bronze. Chemistry–

A European Journal 2019, 25, 2082–2088.

31



(48) Naito, M.; Matsuda, A.; Kitazawa, K.; Kambe, S.; Tanaka, I.; Kojima, H. Temperature

dependence of anisotropic lower critical fields in (La1–xSrx )2 CuO4. Physical Review B

1990, 41, 4823.
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