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Abstract  

In this present study, the pseudopotential plane-wave (PP-PW) pathway in the scheme of density functional theory 

(DFT) is utilized to investigate the various physical properties on (Ba0.82K0.18)(Bi0.53Pb0.47)O3 (BKBPO) single 

perovskite superconductor. We have analyzed elastic constants and moduli at zero and elevated pressures (up to 

25 GPa) as well. The calculated values of Poisson’s ratio, Pugh’s indicator, and Cauchy pressure of the studied 

superconductor are found to be brittle in nature at ambient conditions. The calculated machinability index and 

hardness values of BKBPO perovskite indicate its superior industrial applications to similar ones. We also have 

investigated the anisotropic nature incorporating both the theoretical indices and graphical representations in 2D 

and 3D dimensions, which reveals a high level of anisotropy. The flatness of the energy bands near EF is a sign of 

Van-Hf singularity that might increase the electron pairing and origination of high-TC superconductivity. The 

computed band structure exhibits its metallic characteristics is confirmed by band overlapping. A band of DOS is 

formed for the strong hybridization of the constituent elements. The orbital electrons of O-2p contribute most 

dominantly at EF in contrast to all orbital electrons. The orbital electrons at the EF are higher from both the partial 

density of states and charge density mapping investigation. The coexistence of the electron and hole-like Fermi 

sheets exhibits the multi-band nature of BKBPO. On the other hand, Fermi surfaces with flat faces promote 

transport features and Fermi surface nesting as well. The calculated value of the electron-phonon coupling 

constant (λ = 1.46) is slightly lower than the isostructural superconductor, which indicates that the studied BKBPO 

can be treated as a strongly coupled superconductor similar to the reported isostructural perovskite 

superconductors. Furthermore, the thermodynamic properties have been evaluated and analyzed at elevated 

temperature and pressure by using harmonic Debye approximation (QHDA). 

Keywords: Bi/Pb-simple-cubic-perovskite superconductor; DFT calculations; Mechanical properties; 

Anisotropy; Electronic properties; Thermodynamic properties. 

1 Introduction 

Perovskite oxide (ABO3) is one of the most useful classes of materials for its unique physical properties, 

such as superconductivity (high-Tc) [1], ferroelectricity [2], piezoelectricity [3], colossal magnetoresistivity [4], 
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and ion conductivity [5–8]; as well as their suitability in numerous technological applications, which include 

modulators and devices [9], detectors and sensors of infrared energy [10], memory devices [11], high-frequency 

microwave capacitors [12], and so on [13]. In the midst of them, perovskite bismuth oxides have achieved 

unprecedented attention by researchers in recent years owing to their diverse interesting physical attributes, 

namely, superconductivity, ferroelectricity, and ferromagnetism by partially substituting either A- and/or B-site 

elements in their crystal motifs [14,15]. Among these properties, superconductivity is phenomenal and at the 

beginning Sleight et al. explored superconducting behavior in BaBiO3 by partially substituting Bi with Pb that 

yielded transition temperature (Tc) of 13 K [16]. After that, Cava et al. [17,18] and Mattheiss et al. [19] reported 

a new superconducting perovskite bismuthate Ba1-xKxBiO3 with a higher Tc of ~30 K.  The invention of new 

superconducting material with high Tc is regarded as a challenge for the researchers. The above research works 

further inspired to discovers several Bi-based superconductors (Na0.25K0.45)Ba3Bi4O12 [20], 

(K1.00)(Ba1.00)3(Bi0.89Na0.11)4O12 [21], (Ba0.62K0.38)(Bi0.92Mg0.08)O3 [22], (Ba0.54K0.46)4Bi4O12 [23], and 

(Ba0.82K0.18)(Bi0.53Pb0.47)O3 [24]. Among these, superconducting bismuth oxide (Ba0.82K0.18)(Bi0.53Pb0.47)O3 

(BKBPO) was successfully synthesized by Rubel et.al by using an environment-friendly low-temperature 

hydrothermal reaction method, which exhibited a Tc of ~22.8 K [24] in the family of Bi/Pb perovskite. The 

refinement results based on SXRD data shows the simple perovskite-type structure (S.G.: 𝑝𝑚3̅m, No. 221) of the 

compound. It revealed a diamagnetic sign with 64% volume fraction of superconductivity and zero resistivity 

occurred at ~4 K. Although, only the electronic band structure of the superconductor was predicted with 

experimental observations [24], but there are still huge scopes to explore the delicate learnings about the material 

system. Altogether, the theoretical study on its physical properties is yet available in the existing literature. 

Moreover, four of the previously discovered Bi-based perovskite superconductors were thoroughly investigated 

by the first-principles method and demonstrated some interesting findings [25–28]. Thus, it is really logical to 

show circuity for the investigations of physical characteristics of the BKBPO superconductor. Recently, first-

principle calculations based on the density functional theory (DFT) have become a crucial technique to explore 

the physical properties of solid materials [29–37]. Hence, the prime objective of our study is to grasp the structural 

and mechanical properties, elastic anisotropy, electronic behaviors (band diagram, density of states, Fermi surface, 

and electronic charge density mappings), thermodynamic properties (bulk modulus, Debye temperature, specific 

heat, volume thermal expansion coefficient, and entropy) at zero and elevated temperature, and electron-phonon 

coupling constant of BKBPO superconductor, which could open oncoming science base investigations and potent 

applications of this material together with other strongly related systems. In the present scheme, we have employed 

Cambridge Serial Total Energy Package (CASTEP) in the context of DFT to analysis the ingoing physical 

attributes and Gibbs program to explore the thermodynamic properties of BKBPO for the first time; and the 

computed results are compared with the available data of other similar superconducting perovskites. 

2 Computational Methodology 

The current research uses the CASTEP package [38] employing the pseudo-potential plane-wave (PP-PW) 

full energy estimation of the DFT method [39]. The crystal structure of (Ba0.82K0.18)(Bi0.53Pb0.47)O3 superconductor 

is constructed using the experimentally reported crystallographic data [24]. This compound has a cubic perovskite 

lattice of 𝑃𝑚 3̅𝑚 with, a = 4.28877 (1) Å. In the unit cell, both Ba and K atoms are randomly distributed at the 

corners with the Wyckoff position of 1b (0.5, 0.5, 0.5); Bi and Pb atoms are randomly located at the corners having 
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the Wyckoff position, 1a (0, 0, 0); and O atoms hold the edge centers position at 3d (0.5, 0, 0). The electronic 

exchange-correlation is arranged in the framework of Generalized Gradient Approximation (GGA) assembled 

with Perdew-Burke-Ernzerhof (PBE) [40]. The Vanderbilt-type ultrasoft pseudopotential [41] has been accounted 

for the electron-ion interactions, whereas, Broyden-Fletcher-Goldfarb-Shanno (BFGS) technique [42] is used for 

the optimization of BKBPO structure. The plane wave cut-off energy was fixed to 500 eV together with the k-

point mesh of 12×12×12 using the outline of the Monkhorst-Pack scheme [43]. But, in the calculation of Fermi 

surface and charge density mapping, a very high k-point mesh of 22×22×22 is imposed to achieve better precision. 

In addition, the sampling integration is settled to the ultrafine state throughout the first Brillouin zone in the crystal 

lattice, where the atomic positions, as well as lattice parameters, retain quite relax [44,45] during the optimization 

process. Converging parameters for the geometrical optimization bears the magnitudes as follows: total energy 

within 5×10-6eV/atom; maximum ionic force within 0.01 eV/Å, maximum ionic displacement within 5.0×10-4 Å, 

and maximum stress of 0.02 GPa. In addition, the virtual crystal approximation (VCA) is also exploited to 

optimize the unit structure, which is an alternative to the super cell scheme convenient for estimating the physical 

properties of disordered materials. Employing such method, K and Pb atoms are arbitrary mixed with Ba and Bi 

atoms, respectively. The VCA scheme was effectively utilized to numerous disordered systems, such as silicates, 

perovskites, ferroelectric ceramics, superconductors, and MAX phases [28,33,46,47] already. The mechanical and 

electronic features are also calculated by considering the aforementioned parameters. The elastic moduli are 

determined by the ‘stress-strain’ method [48] incorporated in the CASTEP package. Moreover, to calculate the 

thermodynamic properties of BKBPO, the quasi-harmonic Debye model (with the vibrational term) was 

implemented in the Gibbs program [49]. Under this scheme, the bulk modulus, Debye temperature, specific heat, 

volume thermal expansion coefficient, and entropy are calculated at 0-1000 K temperature and 0-50 GPa pressure 

using the DFT calculated E-V data (at zero temperature and zero pressure) utilizing the Birch–Murnaghan 

equation of state [50]. 

3 Results and discussion 

3.1 Structural and mechanical properties 

A novel Bi-based simple perovskite superconductor BKBPO with space group 𝑃𝑚 3̅𝑚 (#221) having 

cubic structure [24] with atomic coordinates A (0.5, 0.5, 0.5), B (0.5, 0, 0) has been chosen for the study. In the 

drawn structure (by VESTA), the A-site is partially covered by K and Ba atoms, whereas B-site is partly occupied 

by Pb and Bi, and O-site is completely filled with O-atoms. The geometry optimization was carried out by 

CASTEP code including the generalized gradient approximation (GGA). The simple cubic structure of BKBPO 

is optimized at zero pressure under ambient conditions and presented in Figure 1. After successful optimization, 

the consistent lattice parameter of BKBPO is taken and listed in Table 1, which fairly agrees with the experimental 

outcomes [22,24,27]. Moreover, Table 1 displays the data on calculated and experimental lattice parameter (a) of 

isostructural simple cubic perovskite [22,24,27] for comparisons. However, the influence of spin-orbit coupling 

(SOC) in our studied superconductor is not considered in DFT Hamiltonian [14,15] owing to the diamagnetic 

nature and complex composition feature of the material. Although several researchers have included SOC effect 

in DFT-method in Bi-based superconductors which results in a very minor effect on the lattice parameter, total 
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DOS as well as electronic states near EF. Therefore, regarding the aforementioned issues, the calculation in this 

study is simply carried out without SOC. 

Figure 1. The optimized crystal structure of the BKBPO superconductor. 

Table 1. Calculated lattice (a in Å) and elastic constants (Cij in GPa), bulk modulus (B in GPa), shear modulus (G in GPa), 

Young’s modulus (E in GPa), Pugh’s indicator (G/B in GPa), machinability index(µM), Poisson’s ratio (), and Vickers 

hardness (Hv in GPa) of BKBPO at P = 0 GPa. 

Compound a C11 C12 C44 B G E G/B µM  HV Ref. 

BKBPO 4.16086 168 100 72 123 53 139 0.43 1.72 0.311 6.68 This 

4.28877 - - - - - - - - - - [24] 

BKBMO 4.20300 192 32 58 85 65 155 0.76 1.46* 0.190 - [27] 

4.27900 - - - - - - - - - - [22] 

BKBPO: (Ba0.82K0.18)(Bi0.53Pb0.47)O3, BKBMO: (Ba0.62K0.38)(Bi0.92Mg0.08)O3. *Calculated by us. 

The elastic constants of a solid substance reveal its reply to external stress as well as certain boundary 

factors are associated with the workable applications of a product [51]. Therefore, these moduli are essential in 

the view of materials science and engineering for application purposes. By inquiring about the elastic-mechanical 

behaviors of a solid material we can predict the tolerance ability of applied stress for different given environments 

[51]. Moreover, the deep sense of the elastic constants of material is very crucial for many practicing applications 

adhered to the mechanical behavior of the solid such as thermo-elastic stress, load deflection, internal strain, 

fracture toughness, and sound velocities. In order to accomplish the elastic and mechanical characteristics fairly 

for cubic crystal merely three self-sufficient independent elastic constants (C11, C12, and C44) are necessary [52]. 

Besides, both stress and strain have three tensile and three shear components, producing six components totally. 

The polycrystalline mechanical properties such as Bulk modulus (B), Shear modulus (G), Young’s modulus (E), 

and Poisson’s ratio (ν) can be calculated from these independent elastic constants. The researcher, Hill et. al. [53] 

proved that the Voigt and Reuss equations represent upper and lower limits of the real polycrystalline constant. 

The authors showed that the polycrystalline moduli are the arithmetic values of the moduli in the Voigt (BV, GV) 

and Reuss (BR, GR) approximation, and are given by BH ≡ B = ½(BR + BV) and GH ≡ G = ½(GR + GV), where B 

and G represent the Bulk and Shear moduli, respectively. The Young’s modulus, E, and Poisson’s ratio, ν are then 

calculated from these data using the following formulas (Eq. 1) [54,55]: 
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 E = 
9𝐵𝐺

3𝐵+𝐺
 and ν =

(3𝐵−2𝐺)  

[2(3𝐵+𝐺)]
 (1) 

The Young’s modulus, E of above expression is inversely connected with critical thermal shock 

coefficient, R =
𝜎(1−𝜈)  

𝛼𝐸
 where, σ is the flexure strength and α is the coefficient of thermal expansion. The 

application of material as TBC is strongly dependent on the value of R. It is seen from Table 1 that the E of 

BKBPO is fairly lower than similar superconductors [25,26]. This smaller value of E will yield larger value of R 

makes this material a promising candidate for TBC application than the previous report [27]. Furthermore, the 

values of elastic constants Cij have been calculated by using the “stress-strain method” at zero pressure of the 

superconducting compound BKBPO and are listed in Table 1. The Born stability criteria for the mechanical 

permanency of cubic crystal are as follows (Eq. 2) [56]:  

 C11> 0, C12> 0, (C11-C12)>0, and C44>0 (2) 

Our calculated elastic constants of BKBPO completely obey the above conditions under 0 GPa indicating 

that BKBPO is a mechanically stable alloy. The calculated values of the bulk modulus (B), shear modulus (G), 

Young’s modulus (E), Poisson’s ratio (ν), and Pugh’s indicator (G/B) of BKBPO at zero pressure are given in 

Table 1. For practical applications of a solid, it is necessary to classify it as either brittle or ductile by applying 

some well-known relations. Among these relations, Pugh and Poisson's ratios are efficacious parameters and one 

can easily predict either the brittle and/or ductile behavior of solids following the marginal magnitudes. Moreover, 

the hardness and brittleness of a material depend on the ratio between the shear modulus to bulk modulus (G/B). 

Based on the G/B ratio [57], the studied superconductor BKBPO shows ductility as the separation value of G/B is 

less than 0.57. Frantsevich et al. [58] used ν <0.26 value for brittle materials and ductile solids it is ≥0.26. 

Therefore, the Bi-based perovskite superconductor is found to be ductile in accordance with the above-mentioned 

indicator, whereas (Ba0.62K0.38)(Bi0.92Mg0.08)O3 is brittle (Table 1). Importantly, the value of ν is small (ν = 0.1) 

for covalent materials but for ionic materials, ν = 0.25 or more which suggests that our system can be treated as 

an ionic alloy. On the other hand, the value of ν is between 0.25 and 0.5 for the central force solid. So, the studied 

superconductor can be considered as central force solid material (0.25<ν< 0.50) [59]. Besides, the Cauchy pressure 

is defined as (C12-C44) [60], and if it is positive, the material is expected to be ductile; otherwise brittle. Therefore, 

all the studied parameters conclude that our BKBPO superconductor is ductile in nature. 

The machinability index, M denotes the favorable economic scale of machine utilization, plasticity, 

temperature and plastic strain, the lubricating nature of a material, and cutting forces is written as Eq. 3 [61]: 

 M = B/C44 (3) 

A solid material that has a large value of M bears excellent lubricating properties, lower friction value, 

and higher plastic strain value [52], and our studied BKBPO superconductor has a fairly greater value than 

(Ba0.62K0.38)(Bi0.92Mg0.08)O3 is a mark of a good level of machinability. The better level of machinability and 

ductility make BKBPO suitable for easy mechanical manipulation compared to (Ba0.62K0.38)(Bi0.92Mg0.08)O3 

simple cubic superconductor. The following (Eq. 4) empirical formula [29,62] correlates the Vicker's hardness 

with the elastic moduli to address the hardness of materials and the value of  𝐻𝑉  is 6.68 GPa (Table 1), which is 

larger than the hardness values of superconducting (Ba0.54K0.46)4Bi4O12 and some half-Heusler (ScPdBi, ScNiBi, 
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LuPtBi, and LuPdBi) compounds [28,51,63,64]. Therefore, the studied superconducting BKBPO is fairly good 

for conventional applications. 

 
𝐻𝑉 =

(1 − 2𝜈)𝐸

6(1 + 𝜈)
 (4) 

It is hard to overstate the role of pressure on the elastic constants and moduli in understanding, exploring, 

and modifying the solid materials for various practical applications. We have applied hydrostatic pressures on the 

studied BKBPO superconductor, which is ranging from 0 to 25 GPa. Figures 2(a) and 2(b) demonstrate the 

variation of elastic constants (C11, C12, and C44), and elastic moduli (B, G, and E), respectively, under hydrostatic 

pressure. It is interesting to note that all the elastic constants are increased with the increasing pressure and they 

are positive as well (Figure 2(a)). To get more knowledge about the effect of pressure on the BKBPO compound, 

the elastic moduli under pressure has also been computed. We see that the elastic moduli increase monotonically 

with pressure (Figure 2(b)), but the values of C11, and B, vary significantly under pressure. As C11 denotes 

elasticity in the x-direction and thus, a volume change is strongly connected to pressure [65], it yields a large 

change in C11. In contrast, C44 and G increase slowly. 

Figure 2. Pressure-dependent elastic (a) constants and (b) moduli of BKBPO superconductor. 

3.2 Anisotropic nature of elastic moduli and sound velocities 

The directionally dependent properties of a system can be described from the knowledge of various 

anisotropy indices. Anisotropy of solid material is caused by asymmetry and specific orientation of the molecules 

themselves in a material. Most importantly, various applications of a system under varying external stress in 

engineering purposes, as well as crystal physics and mechanical durability can be developed significantly by 

studying the elastic anisotropy [52]. The universal anisotropic index, AU proposed by Shiva Kumar and 

Ranganathan et. al. can be expressed as follows (Eq. 5) [66]: 

 
𝐴U = 5

𝐺𝑉

𝐺𝑅

+
𝐵𝑉

𝐵𝑅

− 6 ≥ 0 (5) 

The calculated AU value for the BKBPO superconductor indicates the anisotropic nature, as AU = 0 is used 

for the isotropic nature of a substance. Additionally, the concept of percent anisotropy in shear and bulk modulus 

(𝐴G and 𝐴B) proposed by Chung and Buessem [67] can be written as follows  (Eqs. 6 and 7): 
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𝐴G =

𝐺𝑉 − 𝐺𝑅

2𝐺𝐻

 (6) 

 
𝐴B =

𝐵𝑉 − 𝐵𝑅

𝐵𝑉 + 𝐵𝑅

 (7) 

Here, 𝐴B = 𝐴G = 1 gives the highest elastic anisotropy, whereas, 𝐴B = 𝐴G = 0 represents the elastic isotropy 

of a material [67]. The observed value of AG indicates the dominant shear anisotropy, whereas, the bulk modulus 

is isotropic (as for cubic crystal BH = BR = BV) for the compound under study. To get more specific results in 

understanding the elastic anisotropy, the shear anisotropy in different directions at various crystallographic planes 

has also been studied and discussed. The shear anisotropic factors Ai (i = 1 to 3 i.e., A1, A2, and A3) are defined as 

follows (Eqs. 8-10)  [67,68] and enlisted in Table 2.  

for {100} shear plane, 
𝐴1 =

4𝐶44

𝐶11 + 𝐶33 − 2𝐶13

 (8) 

for the {010} shear plane, 
𝐴2 =

4𝐶55

𝐶22 + 𝐶33 − 2𝐶23

 (9) 

for the {001} shear plan, 
𝐴3 =

4𝐶66

𝐶11 + 𝐶22 − 2𝐶12

 (10) 

Table 2. Calculated Shear anisotropic factors Ai (i = 1-3), Zener's anisotropy index (A), anisotropy in shear (AG), anisotropy 

in bulk modulus (AB), universal anisotropy index (AU), and equivalent Zener anisotropy measure (Aeq) of BKBPO 

superconductor. 

The level of anisotropy rises owing to the deviation from unit value, whereas, for an isotropic crystal, it is, 

A1 = A2 = A3 = 1. The values of Ai (i = 1 to 3) show elastic anisotropy for (Ba0.82K0.18)(Bi0.53Pb0.47)O3 

superconductor, which obey our previous discussion and the relation A1 = A2 = A3 reflects its cubic symmetry. 

Furthermore, Zener anisotropy index (A), and equivalent Zener anisotropy (Aeq) are also analyzed to get the precise 

anisotropy measurements by the following well-known relations (Eqs. 11-12) [55,69]: 

 
𝐴 =

2𝐶44

𝐶11 − 𝐶12

 (11) 

 

𝐴𝑒𝑞 = (1 +
5

12
𝐴𝑈) + √(1 +

5

12
𝐴𝑈)

2

− 1 (12) 

All the calculated values are displayed in Table 2 and the elastic indices confirm the anisotropic nature of 

the studied superconductor. 

The two dimensional (2D) and three dimensional (3D) direction dependency graphical representation of 

Young modulus (E), Shear modulus (G), and Poisson ratio (v) have been shown in Figures 3(a), 3(b), and 3(c), 

respectively to understand the anisotropy more appropriately. The deviation from spherical shape indicates its 

Compound A1 A2 A3 A AG
 AB AU Aeq 

BKBPO 2.12 2.12 2.12 2.12 0.066 0 0.708 1.59 
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degree of anisotropy at varying directions, whereas, a perfectly isotropic crystal holds the spherical shape. It is 

clear from Figures 3(a-c) that anisotropic character can be found for BKBPO superconductor and these results 

follow the earlier discussion using different anisotropy indices. 

The observed 2D and 3D graphical plots conclude that anisotropy increases following the order E<G <v 

(Figure 3). On the other hand, the maximum and minimum worth of these three entities at different directions 

have been given in Table 3 for the BKBPO superconductor to compare the anisotropy in elastic moduli. 

The calculated values of E, G, and  in three primal directions are listed in Table 4, where both theoretical 

and graphical approaches confirm the anisotropy in elastic moduli for the BKBPO superconductor. 

Figure 3. Anisotropy in (a) Young’s modulus, E (GPa), (b) Shear modulus, G (GPa), and (c) Poisson’s ratio,  for BKBPO 

superconductor. The 2D plots are given in the upper row, whereas, 3D plots are in the lower row. 

Table 3. The maximum and minimum limits of Young’s Modulus, E (in GPa), Shear Modulus, G (in GPa), and Poisson’s 

ratio, v for BKBPO superconductor.  

Compound 
Young’s Modulus Shear Modulus Poisson’s ratio 

Emax Emin Gmax Gmin vmax vmin 

BKBPO 130.65 93.37 72.0 34.0 0.5151 0.0169 

Table 4. The calculated values of Young’s Modulus (E), Shear Modulus (G), and Poisson’s ratio () in three principal 

directions for cubic perovskite BKBPO superconductor. 

Compound E (in GPa) G (in GPa)  

BKBPO 
Ex Ey Ez Gx Gy Gz x y z 

105.36 104.87 100.96 68.31 68.04 62.23 0.364 0.359 0.351 
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Another important parameter for solid is connected to acoustic wave velocities and these velocities are 

generally anisotropic in nature. To measure the sound velocities in different travelling directions of the studied 

compound, we have applied Brugger's suggested methods [70] of pure longitudinal and transverse modes for the 

propagation of elastic waves. For doing this, the sound velocities must be treated in [001], [110], and [111] 

directions, as the sound propagating modes are in the quasi-transverse or quasi-longitudinal. In the case of a cubic 

crystal, the acoustic wave velocities can be expressed as Eq. 13  [71]: 

 
[100]𝑣𝑙 = √

𝐶11

𝜌
,[010]𝑣𝑡1 = [001]𝑣𝑡2 = √

𝐶44

𝜌
,[110]𝑣𝑙 = √

(𝐶11+𝐶12+2𝐶44)

2𝜌
,   

[11̅0]𝑣𝑡1 = √
(𝐶11−𝐶12)

𝜌
, [001]𝑣𝑡2 = √

𝐶44

𝜌
, [111]𝑣𝑙 = √

(𝐶11+2𝐶12+4𝐶44)

3𝜌
, 

[112̅]𝑣𝑡1 = 𝑣𝑡2 = √
(𝐶11 − 𝐶12 + 𝐶44)

3𝜌
 

(13) 

Where, 𝑣𝑡1is the first transverse mode and 𝑣𝑡2 denotes the second transverse mode. The calculated acoustic 

velocities along different directions of BKBPO perovskite are given in Table 5. It is worth mentioning that, these 

unlike values of velocities in different directions indicate lattice dynamical anisotropy in 

(Ba0.82K0.18)(Bi0.53Pb0.47)O3 superconductor. 

Table 5. Anisotropic sound velocities (ms-1) of BKBPO perovskite superconductor along with different crystallographic 

directions.  

3.3 Electronic band structure and density of states 

The band structure is the spectrum of the energy eigenvalues of a periodic system that contains information 

about both the bonding interactions within molecules (intra-molecular) and the intermolecular interactions. 

However, the material properties can be understood if one can identify the character of dominant bands at the 

Fermi level, their energies, etc. The calculation of the electronic band structure helps to understand the shape of 

the Fermi surface. Figure 4(a) depicts the energy bands of BKBPO superconductor at zero pressure along (-X-

M--R-X) high symmetry directions of isostructural simple perovskite BKBMO superconductor [27] of the 

Brillouin zone in the energy range from -20 to +20 eV to compare. For the compound, Fermi level (EF) is set at 0 

eV as conventional, which is presented by the dotted line. The valence and conduction bands are clearly seen to 

overlap, indicating the metallic behavior of the BKBPO superconductor. The calculated band diagram in this study 

Directions Directional velocity modes Magnitudes of sound velocities 

[111] [111]νl 4281.25 

 [112̅]𝑣𝑡1,2 1977.80 

[110] [110]νl 4155.40 

 [11̅0]𝑣𝑡1 2387.45 

 [001]νt2 2456.66 

[100] [100]νl 3752.62 

 [010]νt1 2456.66 

 [001]νt2 2456.66 
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is very analogues to the reported BKBO perovskite superconductors [25–28]. The calculated band structure also 

reveals a van Hove Singularity (vHS- flatness of band) at M point adjacent to EF level which is a signature of the 

emergence of superconducting nature [24,27]. 

Figure 4. The electronic band structure (a) and DOS (b) of the BKBPO superconductor. 

Besides, the density of states shows a qualitative measurement for understanding the electronic structure 

of any material system is defined as the number of states per interval of energy per unit volume. From Figure 

4(b), it is observed that peaks in the valence band within the energy range -13.0 eV to -4.0 eV of BKBPO are 

formed almost entirely by Ba/K-6s,5p,4d/4s,3p, Bi/Pb-6s,6p, and O-2p states. Finally, the energy bands are mainly 

contributed at the EF from O-2p and Pb-6p with moderate contributions of Pb/Bi-6s, and Ba-6s states. Whereas, 

small contributions of K-4s,3p, Ba-4d, and Bi/Pb-5d are also observed. The PDOS curve mainly reveals a robust 

hybridization between p orbital electrons of Pb and O atoms together with s orbital electrons of Ba/K and Bi atoms 

at EF. The significant DOS values are seen in the energy band diagram at EF with the p-type of carriers in the 

material. Notably, in these DOS figures, the lowest valance bands originate from -20 to -13 eV for the 

hybridization of O-2s along with Bi/Pb-6s, K-4s, and Ba-6s orbitals electrons which is a mark of ionic bonding 

between Bi/Pb – O and Ba/K – O. Moreover, -12 eV to EF one sharp peak is created for the strong hybridization 

of p orbitals of each atom, trace the valence bond among Ba/K, Bi/Pb, and O atoms. The few other relatively 

broadened peaks for orbital electrons of an individual atom are found owing to the topmost valance electrons. 
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This scenario of the DOS band structure is very identical to the isostructural BKBMO perovskite superconductor 

[27] of an earlier study. 

3.4 Fermi surface and charge density mapping 

To visualize the electronic behavior and carry out the evidence of band crossing the EF of a material, the 

Fermi surface topology is an essential investigation. From Figure 5, both electron and hole-like sheets are clearly 

seen due to the bands crossing of EF from valence and conduction states. This result is a symbol of the possible 

multi-band behavior of the BKBPO superconductor. In Figure 5, at the R point of the topology, three electrons 

like layered separated curve sheets (two are close and small whereas, the other one is far and relatively bigger) 

are seen. The R- line meets a solid ball-shaped hole-like sheet from the R point by crossing through three electron 

sheets. Besides, the R-X line touched the edges of three electron sheets only and X-point stands in free space. 

Moreover, a total of 24 electrons-like and only one hole-like sheet are observed in the unit cell of the BKBPO 

superconductor. On the other hand, the hole-like Fermi sheet looks like flat surfaces. The multi-band nature and 

flatness of the sheets in Fermi surface topology are responsible to enhance the transport properties [28,51] in 

BKBPO perovskite. 

Figure 5. Fermi surface topology of BKBPO simple cubic perovskite superconductor. 

The charge density mapping is a foremost tool to predict the bonding nature, interactions among the atoms, 

and exchange of electrons in space as well. The charge density mapping in the crystallographic plane of (001) 

with electron density scale is depicted in Figure 6. We also performed an electronic charge density map at 

different crystallographic planes with fixing Bi3+ and Bi5+ oxidation states and that of automatically computed 

valence states for comparisons. But, we didn’t find any nontrivial modification under these conditions. Notably, 

the observed electronic charge density of BKBO in all crystallographic planes is identical, which is an indication 

of the isotropic nature of the material. The high and light intensity of BKBPO charge density is represented by 

red and blue colors, respectively. It is explicit that most charges accumulate adjacent to O and the distribution of 

charge is spherically uniform around O, this scenario indicates that O – Bi/Pb – O bonds are very robust. 

Furthermore, no charge gets transferred (overlapping) among electron distributions of Ba/K, O, and Bi/Pb ions. 
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We also see the strong ionic bond of O-2p with Bi/Pb and K atoms from the PDOS calculation curve for the 

hybridization of O-2p and Bi/Pb – 6s,6p orbitals. Therefore, the Bi-based BKBPO perovskite exhibits ionic 

character, which is also evidenced from the mechanical property investigations. The aforementioned scenario of 

charge density is observed for similar perovskite superconductors. The spherical charge distribution around all 

atoms is connected to the ionic nature of the compound which reveals the metallic characteristics as well [25–28]. 

Figure 6. Charge density mapping of BKBPO superconductor along (001) plane. 

3.5 Thermodynamic properties 

The thermodynamic parameters include bulk modulus (B), Debye temperature (D), specific heats at 

constant volume (CV) and constant pressure (CP), volume thermal expansion coefficient (VTEC), and entropy (S) 

are deeply investigated (Figure 7). The pressure effect is also studied in the range from 0 to 50 GPa. The bulk 

modulus (B) provides fundamental information about the bonding strength of the material, and it measures the 

ability to resist external deformation. The pressure dependence of the bulk modulus B of the BKBPO 

superconductor as a function of temperature has been calculated and shown in Figure 7(a). From the general 

physical equation of the bulk modulus (B = ∆P/∆V), one can easily expect an increase of B with pressure, because 

of its directly proportional relationship to the applied pressure. From Figure 7(a) one can see that the B increases 

linearly with P, whereas, the B values decrease with the increase of temperature for the particular applied pressure. 

It is worth mentioning that at low-temperature region (𝑇 < 100 ) bulk modulus decreases very slowly as applied 

pressure tends to form the structure stiffer and this nature has been clearly seen in Figure 8(a) for our studied 

superconductor. The pressure-dependent of Debye temperature, ΘD as a function of T is displayed in Figure 7(b). 

In Figure 7(b), the temperature-dependent of Debye temperature of BKBPO superconductor decreases almost 

linearly in the low-temperature region (T<100); further, ΘD starts to fall. This is due to two principal effects: (i) 

the density of atomic oscillators declines for increasing temperature and (ii) the bonding strength in the midst of 

diverse atomic species also reduces. Again, 𝛩D increases with the increasing pressure. This reveals that the 

pressure favors the improvement of the hardness of the BKBPO superconductor. We know that the Debye 

temperature, 𝛩D is related to the maximum thermal vibration frequency of a material. Because of this relationship, 
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the variation of 𝛩D with pressure and temperature also reveals the changeable vibration frequency of the particles 

in BKBPO. To calculate the Debye temperature under ambient condition, we have used two different 

methodologies: (i) quasi-harmonic Debye approximation (QHDA) and (ii) using previously calculated elastic 

moduli which can be defined as Eq. 14 [52]: 

 
𝛩𝐷 =

ℎ

𝑘𝐵

(
3𝑛

4𝜋𝑉0

)
1 3⁄

𝑣𝑎 (14) 

Figure 7. (a-f) Temperature-dependent behavior of B, D, Cp, Cv, VTEC, and S, respectively for BKBPO superconductor 

under various pressures. 

Our calculated values of 𝛩D using the QHDA is 352.73 K, which is in good agreement with the values of 

355.41 K estimated using elastic constant data (Table 6) giving an independent check of the accuracy [27]. 

Specific heat is the amount of heat required to increase the temperature of one kg of mass by 1 K. The variations 

of the heat capacity of the studied compound at constant volume, CV, and constant pressure, CP are represented in 

Figures 7(c) and 7(d), respectively, with different temperatures at different pressures. From Figure 7(c) we 

observed that the specific heat at constant volume, CV increases sharply until the temperature T = 200 K is reached, 

and after this CV becomes nearly constant at high temperature. The same nature was also found for CP (Figure 

7(d)). This indicates that phonon thermal softening originates during the increment of temperature. It can also be 
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seen that the variations of CV and CP with temperature in the low-temperature range look similar (Figures 7(c-d)). 

But at high temperatures CP is greater than CV, this can be explained by the following relationship (Eq. 15) [72]: 

 CP– CV = αV
2 (T) BTV (15) 

Since the variation between CP and CV is mainly determined by αV
2 (where V is the volume thermal 

expansion coefficient) for the case of low temperature. The specific heat, CV obeys the Debye law i.e., CV T3 in 

the low-temperature limit. However, at higher temperatures (T> 300 K), the anharmonic effect on the CV is 

suppressed, and it reaches a constant magnitude close to the Dulong-Petit limit (horizontal pink line), which is 

common to all solid products at elevated temperatures.  

Table 6. Calculated longitudinal, transverse, average sound velocities (vl, vt, and va in kms-1), Debye temperature (𝛩D in K), 

melting temperature (Tm in K), and electron-phonon coupling constant () of BKBPO superconductor. 

Compounds vl vt va 𝛩D  Tm  

using elastic 

moduli 

using QHDA 

model 
  

BKBPO 4.298 2.253 2.517 355.41 352.73 1545 1.46 

BKBMO N/A N/A N/A N/A N/A N/A 1.61 [27] 

The volume thermal expansion coefficient (VTEC), αV as a function of temperature at different pressure is 

shown in Figure 7(e). The expansion coefficient increases sharply at temperatures below 100 K for the BKBPO 

superconductor, whereas it shows a gradual slow increase at higher temperatures. Importantly, the thermal 

expansion coefficient is inversely connected to the bulk modulus of a solid and this nature can be seen from 

Figures 7(a) and 7(e). The calculated values of αV at 300 K and 0 GPa for the BKBPO superconductor are 

7.36×10-5K-1. We have also calculated entropy, S for our system, and depicted the S-T diagram for different 

pressures in Figure 7(f). Due to a decrease in volume with the applied pressure of a system, the entropy decreases 

with the increasing external pressure. Our studied thermodynamic parameters (B, D, Cp, CV, VTEC, and S) at 

different pressure as a function of temperature are completely comparable with the previously studied simple 

perovskite superconductor (Ba0.62K0.38)(Bi0.92Mg0.08)O3 [27]. 

The melting temperature of BKBPO superconductor has also been estimated utilizing the following 

expression (Eq. 16) [64]: 

 Tm= 553 + 5.91C11 (16) 

The value of Tm for the studied superconductor has been listed in Table 6. The larger value of melting 

temperature indicates the stronger bonding strength.  

By using the Eliashberg equation in McMillan formula [73], we can simply calculate the electron-phonon 

(e-ph) coupling constant and the formula can be written as Eq. 17: 

  =  expt/calc -1 (17) 
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Where, expt and calc introduce the experimental and theoretical values of electronic specific heat 

coefficient, respectively. It is possible to calculate the calc by using the given relation [73], and then λ can be easily 

found from Eq. 17 as Eq. 18: 

 calc 
=  2kB

2N(EF)/3 (18) 

Unfortunately, no experimental data were available to address γexpt thus, we unable to estimate the 

magnitude of λ. Therefore, we have used the alternative McMillan's equation [74] to calculate the e-ph coupling 

constant (Eq. 19): 

 
 = 

1.04+ 𝜇∗ln(
𝜃𝐷

1.45𝑇𝑐
)

(1−0.62𝜇∗)ln(
𝜃𝐷

1.45𝑇𝑐
)−1.04

 (19) 

Where * refers to the repulsive screened Coulomb potential. We put the calculated value of D = 355 K, 

measured Tc = 22.8 K [21] and the estimated value of * = 0.13 (as it is empirically taken between 0.1 and 0.15 

for most superconductors [75]) in the above equation, we get  = 1.46 (Table 6) for BKBPO superconductor. This 

result indicates that the compound BKBPO is typically a strongly coupled superconductor as well. Notably, the 

value of the coupling constant is lower than that of isostructural BKBMO which means that the electron pairings 

may be reduced significantly by the substitution of Mg ions by the Pb ions in the BKBPBO simple perovskite 

superconductor, which lowers the magnitude of the e-ph coupling constant. The electronic band structure 

prediction also makes a clear difference in this connection. However, the value of  is similar and in between to 

other perovskites superconductors (Na0.25K0.45)(Ba1.00)3(Bi1.00)4O12, (K1.00)(Ba1.00)3(Bi0.89Na0.11)4O12, 

(Ba0.62K0.38)(Bi0.92Mg0.08)O3, (Ba0.54K0.46)4Bi4O12 [25–28]. 

4 Conclusions 

In summary, theoretically, the structural, mechanical, electronic, and thermodynamic properties of BKBPO 

perovskite superconductor together with its anisotropic behaviors are investigated for the first time using the 

CASTEP program in the framework of density functional theory. The studied single cubic perovskite entirely 

fulfills the Born stability criteria fairly. The elastic constants and moduli have been investigated and analyzed at 

zero and elevated pressures (up to 25 GPa). According to Poisson’s ratio, Pugh’s indicator, and Cauchy pressure, 

it can be concluded that BKBPO is found as brittle. Furthermore, we have also calculated the machinability index 

and hardness values which indicate its better industrial applications as TBC material. Metallicity in the studied 

compound is ensured from the band overlapping features. In the band of DOS, the O-2p orbital contributes 

robustly at EF compared to all others. At the Fermi level, the giant dispersion for robust hybridization between 

orbital electrons originate flatness of the band at X point in momentum space is considered as an auspicious 

criterion for phonon mediated electron pairings to ameliorate superconducting behavior. We also have 

investigated the anisotropic nature of BKBPO perovskite, implying a greater degree of anisotropy. Besides, the 

presence of the electron-hole-like Fermi sheets (multi-sheets nature) and the flat faces of Fermi surfaces promote 

transport features in the studied superconductor. In addition, the estimated value of the electron-phonon (e-ph) 

coupling constant (λ = 1.46) reveals its strongly coupled superconducting nature. Finally, the quasi-harmonic 
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Debye approximation (QHDA) has been employed to observe the thermodynamic characteristics at high 

temperatures and pressures.  
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