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Abstract: To study the effects of focusing distance on the characteristics of copper plasma, a picosecond laser was 

utilized to ablate a pure copper plate to generate a plasma spectrum. Following numerous experiments on the subject, 

three significant factors have been determined: lens focal length, pulse energy and the lens-to-sample distance. These 

factors were employed to analyze the spectral intensity, plasma temperature and electron density in the local 

thermodynamic equilibrium (LTE) and optically thin condition. Due to the shielding effects of mixed plasma, the 

strongest spectral intensity can be obtained in the pre-focused case rather than on the focus, no matter how much 

beam irradiance was employed. The more intensive the beam irradiance is, the more the optimal position is distant 

from the focal point. Similarly, the evolution of plasma temperature and electron density was shown a peak in the 

pre-focused case, which is consistent with the trend of spectral intensity. For the case of extremely high irradiance 

(on the focus), the shielding effects become more apparent and the resultant above three factors decreased sharply. 

When a longer-focal-length lens was employed, the spectral intensity exhibited an obvious bimodal trend. In the pre-

focused case, a longer-focal-length lens is helpful to eliminate the effects of the roughness of the target surface 

compared with a shorter one. Finally, the assumed LTE was validated by McWhirter relation, plasma relaxation time 

and diffusion length, and the optically thin condition also validated by spectral intensity ratio. We hope this work 

could be an important reference for the future design of highly optimized experiments for Calibration-Free Laser-

Induced Breakdown Spectroscopy (CF-LIBS). 

Key words: Copper plasma spectrum, picosecond laser-induced breakdown spectroscopy, plasma shielding, spectral 

enhancement. 

1. Introduction 
Alongside the advancements in high-performance lasers and novel chemometrics methods in the last 30 years, laser-

induced breakdown spectroscopy (LIBS) has become an attractive technique, with much potential, for the analysis of 

elements of materials [1].  LIBS offers distinct advantages for in-situ, real-time, standoff and contactless detection, 

and it requires less sample preparation and consumption [2]. The technique is widely applied to the fields of 

energetic materials [3], metallurgical engineering [4], space exploration [2], industry manufacture [5], food safety [6], 

environmental monitoring [7], agricultural product [1], resources and energy [8], archaeology [9], and clinical 

diagnostics [10]. However, the stability and repeatability of the spectral intensity, along with the detection accuracy, 

are easily altered by the wavelength of the input light, pulse duration and its energy, the distance of lens-to-sample 

and the target characteristics.  
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In an attempt to enhance the spectral intensity, and thus improve the analytical precision, a larger number of 

insightful studies have been offered within the past ten years. For example, Fahad et al. used a pulse of wavelength 

1064 nm and 532 nm to analyze the plasma characteristics of marble calcite [11]. When a femtosecond laser is used 

to ablate a copper target, the spectral intensity of Cu (I) and Zn (I) is higher when the laser is circularly polarized 

rather than linearly polarized [12]. The dependence of the spectral intensity of Si on the position of a lens, at 

different sample temperatures, is investigated by Zhang et al [13]. While Guo et al. analysed the influence of the 

distance between the lens and the sample on spectral intensity, and the vibrational temperature of the CN band, by 

using a nanosecond pulse to ablate polymethyl methacrylate [14]. Harilal et al investigated the spot size effects on 

propagation dynamics [15] and conversion efficiency [16] of laser-produced plasma in vacuum and argon 

atmosphere, the results show that the sharpening of plasma plume depends heavily on the spot size. An improvement 

of up to three times has been achieved by Carvalho et al. in the measurement precision, when the particle size of 

plant pellets is less than 20 μm and larger than 150 μm [17]. By combining spatial confinement and double-pulse, the 

intensity of the Cr lines has a prominent enhancement factor of 168.6 [18]. Of course, there are other methods for 

enhancing spectral intensity, such as magnetic fields [19], sample heating [20], and nanoparticle coating [21]. 

The above work mainly uses a nanosecond or a femtosecond laser to generate a plasma spectrum. Compared with 

these two lasers, picosecond laser has appropriate pulse width with higher pulse energy, which can increase the 

ablation volume and spectral intensity (for femtosecond pulse), and may alleviate the effect of plasma shielding as 

well  (for nanosecond pulse). It’s well known that the pulse duration and beam irradiance of a laser are two crucial 

parameters in the process of laser-matter interaction. The longer the duration, the more heat effects on plasma or the 

surface of a target. When a femtosecond pulse is used to illuminate the target, the phenomenon of target heating and 

vaporing will occur a few picoseconds after the laser pulse, and the target plasma-laser interaction never comes [22]. 

As for nanosecond LIBS, the enhanced spectrum is attributed to plasma reheating and increased ablation mass 

because of longer duration or enhanced illuminate energy, and the effect of plasma shielding is a considerable factor 

in the procedure of plasma formation. Compared with femtosecond, the pulse energy of a picosecond laser is up to a 

few hundred mJ, which can increase the spectral intensity caused by plasma reheating or ablation mass [23]. The 

mass removal from the target is more reproductive, and the intensity-to-background ratio of a spectral line is higher 

when using a picosecond rather than a nanosecond laser [24].  

Generally, plasma shielding is an undesirable phenomenon in LIBS application (especially in nanosecond LIBS). 

For femtosecond and nanosecond laser-induced plasma, the variation of line intensity and plasma temperature is 

shown a similar trend with the ranged lens-to-sample distance, while the plasma formation and shielding effects are 

not completely identical. Due to huge differences in pulse duration, the features of picosecond pulse or plasma may 

different from the femtosecond/nanosecond pulse. This work attempts to analyze the influence of focusing distance 

on the characteristics of picosecond laser-induced Cu plasma. A series of experiments are conducted in this work 

using a set of fixed focal lengths, pulse energies and lens-to-sample distances. This is achieved by using three lenses 

of focal length, f = 50 mm, 100 mm, and 150 mm, while the intensity and its optimal focusing distance are 

thoroughly investigated for pulse energy ranges from 12 mJ to 44 mJ. Under the local thermodynamic equilibrium 

(LTE) and optically thin condition, we have observed the evolution of plasma temperature and electron density with 

increased focusing distance. 
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2. Materials and Methods 
A schematic for picosecond laser-induced plasma spectroscopy is shown in Fig. 1. The copper plasma is produced 

with a Q-switched Nd: YAG laser (SL234, Ekspla) operating at FWHM (Full Width at Half Maximum) duration of 

120 ps. This picosecond laser can output at a maximum energy of 250 mJ with a stability of 1.5%, when working at 

its fundamental wavelength of 1064 nm. The laser pulse is reflected by the mirror (denoted by M1 in Fig. 1), and 

then it is focused on the surface of a copper plate via a lens, L1. This lens is fixed on a vertical linear translation 1D-

stage (NRT150, Thorlabs), while the copper plate is located on a 3D-stage. On the right-hand side of Fig. 1, the 

parameter H represents the lens-to-sample distance; this can range from 40 mm to 160 mm by a movement of the 

1D-stage. To ensure the accurate H, the size of ablated spot produced by low pulse energy (~0.15mJ) on a piece of 

photographic paper is measured by an industrial microscope (LV100D, Nikon) and used to estimate the practical 

focal position of the lens with f = 50 mm. The Cu plasma spectrum is collected via two plano-convex lenses, L2 and 

L3 (with focal lengths 150 mm and 100 mm, respectively), and then coupled to a multichannel fiber spectrometer 

(AvaSpec-ULS2048-8-USB2, Avantes). The wavelength of this spectrometer ranges from 200 nm to 1070 nm, and 

the resolution is greater than 0.06 nm for 312 nm - 564 nm. The trigger and delay of the picosecond laser and 

spectrometer are controlled manually by the digital delay/pulse generator DG645, with a burst mode to generate an 

external 8 Hz trigger. 

  

Fig.1. Schematic for picosecond laser-induced plasma spectroscopy with a variable lens-to-sample distance. 

Before the experiment is begun, a calibration light source (AvaLight-CAL-Mini, Avantes) is used to calibrate the 

sensitivity of the spectrometer. According to the method reported in the literature [25], the instrumental broadening 

(~0.045 nm) is estimated by a pair of Hg lines (576.96 and 579.06 nm) emitted from this lamp. The pure copper plate 

is moved at a constant speed to ensure that each shot provides a fresh point. Each spectrum data is an average of 10 

continuous shots. The interval between the laser pulse and the actual trigger of the spectrometer is set to 1.3 μs, and 

the gate width of the spectrometer exhibits a minimum value of 1.05 ms. The whole experiment was carried out in air 

atmosphere, and air humidity ranges from 28% to 32% at room temperature. 
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3. Results and discussion 
3.1 Spectral Intensity at A Fixed Focal Length 
At first the pulse energy is set to 20 mJ, and a lens with f = 150 mm is chosen to illuminate the surface of copper 

plate. When the focusing distance (H) is 149 mm (pre-focused case), the Cu plasma spectrum is given in Fig. 2. In 

this circumstance, there are nine spectral lines with reasonably strong intensities. By referring to the NIST database 

and related report [26], those spectral lines clearly all relate to the Cu atomic lines at wavelengths of 324.75, 327.40, 

329.05, 330.80, 510.55, 515.32, 521.82, 570.02 and 578.21 nm.  

   

Fig. 2. Graph showing the plasma spectra for a Cu plate at H = 149 mm (f = 150 mm, pulse energy is 20 mJ). 

When H ranged from 144.6 mm to 156 mm, the spectra intensities of the three strongest lines, relating to Cu I at 

324.75, 327.40 and 578.21 nm, are shown in Fig. 3. We can determine from this graph that, in comparison to the 

continuous spectral intensities of the background, these three spectral lines are much larger and easily distinguishable 

from the rest. It transpires that two intensity peaks arise in the pre-focused (H = 149 mm) and defocused (H = 151 

mm) cases, but the pre-focused one has significantly higher intensity compared to the defocused one. For the pre-

focused case (H < 150 mm), as the H increased, the coupling efficiency between the laser pulse and the sample is 

increased firstly due to the reduced spot size, resulting in a stronger spectrum and an opaque plasma with higher 

density. Once the plasma density reaches a critical value, a thin layer forming above the target surface will absorb the 

subsequent energy and prevent the laser from propagating to the target, which is the phenomenon of plasma 

shielding [26]. Referring to the related report on laser-material interaction [27], the pulse duration of ~120 ps is 

sufficient to maintain the target plasma encounters the rest incident energy. When the focus point is located on the 

target surface (H = 150 mm, i.e. on the focus), the plasma shielding has dominated the energy and the spectral 

intensity drops sharply. From this observation, we can conclude that the ablated copper surface is modified by both 

the beam irradiance of the pulse and the effects of plasma shielding.  
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Fig. 3.  Graph showing the spectra of the three Cu(I) lines with H (f = 150 mm, pulse energy is 20 mJ). 

3.2 Spectral Intensity at Different Focal Lengths 
To observe the optimal lens-to-sample distance (with high line intensity) and plasma shielding at the different focal 

lengths, the pulse energy is again set to 20 mJ but the lens L1 now has either f = 50 mm or 100 mm. The atomic line 

intensities of Cu at 324.75, 327.40, 510.55, 515.32, 521.82, 570.02 and 578.21 nm change with H as shown in Fig. 4. 

 



 

6 

 

 

Fig .4. Graphs showing that the intensities of Cu atomic lines (i.e. Cu(I) at 324.75 nm, 327.40 nm, 510.55 nm, 515.32 nm, 

521.82 nm, 570.02 nm and 578.21 nm) change with H, when using the lens L1 with a focus length of (a) 150 mm, (b) 100 

mm, and (c) 50 mm. The pulse energy is 20 mJ. 

Examining the system using a lens with f = 150 mm, when H changes from 144.5 mm to 149 mm (at the pre-

focused case), the intensity of the seven spectral lines of Fig. 4(a) initially increase more and more rapidly. This is 

because the increasing H reduces the spot size on the target surface, causing a non-linear increase in the beam 

irradiance. In the case of low beam irradiance, as long as the electron density is above the critical threshold, an 

increased beam irradiance will lead to more energy absorption in the region of laser-supported detonation wave 

(LSDW) [28],  increasing the ablated volume of the copper surface and plasma emission. The maximum spectral 
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intensity occurs at H = 148.6 mm, which is about 2.3 times the intensity of the focal point (H = 150 mm). While 

using the lens with f = 100 mm, the highest intensity can be obtained at H = 99.2 mm, and its spectral intensity is 

about 2.6 times that of the focal point. 

When H is within reach of 150 (±1) mm (approximately on the focus), and the sample gradually moves from 

within the focal point to outside it, the intensity of the spectral lines show a similar sharp downward trend, which 

reaches the minimum value at H = 151 mm. This means that, when the copper plate is near to the focal point, the 

laser pulse has an extremely high irradiance. The plasma plume above the copper surface becomes opaque to the 

laser pulse [29], which will produce a strong shielding effect and results in almost no energy transferring to the 

surface of copper. It greatly reduces the ablation mass on the copper surface, and ultimately leads to a weak spectral 

intensity. 

For the defocus case (typically H > 150 mm), another peak intensity point is reached at H = 152 mm. This is 

because the decreased beam irradiance produces a low electron density, which strengthens the coupling efficiency 

between the mixed plasma and the target, resulting in the above three parameters increasing again [28]. In this work, 

the high-fluence laser transmits through the air atmosphere, the self-focusing effect might occur and help to relieve 

the defocusing effect of the lens and enhance the irradiate fluence on the target surface. When H > 152 mm, the 

increased size of the focusing spot leads to a declined beam irradiance, which gradually reduces the ablation mass 

and the spectral intensity until the beam irradiance is below the breakdown threshold of copper.  

Following the examination of the three lenses with different focal lengths, we determined that when f = 100 mm 

or 150 mm, the spectral intensities show an obvious bimodal trend with increasing H, while this trend does not occur 

when f = 50 mm. The width of the first peak indicated that when the lens is pre-focused, a longer-focal-length lens is 

helpful to eliminate the effects of the roughness of the target surface on line intensity compared with a shorter-focal-

length lens [30]. Meanwhile, the distinct plasma shielding is easily observed mainly due to the air breakdown above 

the target surface. Besides, the ranged spot size on the target surface is another essential factor for inducing plasma 

shielding. In the air atmosphere, the plasma plume structure is long and narrow when using a long-focal lens but 

relatively flat when a short length is employed. The geometric size of the plasma plume impacts the coupling 

efficiency between the laser pulse and the target surface [16], which directly alters the ablation mass and spectral 

intensity. 

3.3 Plasma Emission Dependence on Pulse Energy  
It is known that the beam irradiance directly affects the ablation mass of the target surface, which in turn alters the 

coupling efficiency between the target and the incident beam, and finally induce the changed spectral intensity of the 

plasma. In this section, the intensity change of line 578.21 nm is selected as the one used to analyze in-depth the 

effects of the pulse energy. Taking the lens with a focal length of 150 mm as an example, with the pulse energy 

ranging from 12 mJ to 44 mJ, the intensity of the spectral line at 578.21 nm with different H values is shown in Fig. 

5. It’s observed that the spectral intensity is enhanced with the increased pulse energy, and the maximum spectral 

intensity becomes increasingly stronger. The maximum spectral intensity and its corresponding H values indicate 

that the best location of the focusing lens is the pre-focused case, rather than on the focal point with the highest 
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energy fluence. It can be established that the higher the pulse energy, the farther the target (with the maximum 

spectral intensity) is from the focal point. 

 

Fig .5. Evolution of spectral intensity with H at different pulse energies when f = 150 mm. 

With pulse energy ranging from 12 mJ to 44 mJ, the corresponding maximum intensity of 578.21 nm are shown 

in Fig. 6. After optimizing the lens-to-sample distance, no matter which of the three lenses is used, the pulse energy 

increases linearly and the spectral intensity also shows a linear increasing trend. When the pulse energy is more than 

20 mJ, and a lens with f = 100 mm is used, the optimal spectral intensity is more sensitive to a change in the pulse 

energy.  

 

Fig .6. Maximum spectral intensity of Cu(I) at 578.21 nm for various pulse energies. 
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With increasing pulse energy, the optimal lens-to-sample distances (with the maximum spectral intensity) are 

calculated and presented in Fig. 7. We found that, when the same lens is used to both focus and ablate the copper 

surface, the larger the pulse energy the closer the lens is to the target with maximum spectral intensity. Taking the 

lens with a focal length of 150 mm as an example, when the pulse energy is 12, 20, 28, 36 and 44 mJ, comparing the 

positions of the focal point, the lens moves downwards by 0.6, 1.4, 2, 2.4 and 3.5, respectively. Under the same pulse 

energy, the maximum spectral intensity is obtained when the distance of the target surface to the focus is greater (if a 

longer focal length is used). Taking pulse energy of 36 mJ as an example, when lenses of f = 50 mm, f = 100 mm, 

and f = 150 mm are used, relative to each focal point, the copper plate moves forward by 0.6, 1.5 and 2.4 mm, 

respectively. 

 

Fig .7. Graph showing the lens-to-sample distance when the maximum spectral intensity varies with pulse energy (HImax 

represents the lens-to-sample distance with maximum spectral intensity. The error bar is 0.3 mm, coming from the 

procedure of H calibration.). 

Once the pulse energy and lens have been determined, it is well known that the farther the sample is from the 

focal position, the larger the spot size and the lower the beam irradiance, with the highest beam irradiance at the 

focal point. However, the spectral intensity at the focal point is not the strongest (as shown in Fig. 4) and is much 

lower than the pre-focused position. Therefore, we can conclude that the higher the beam irradiance the more serious 

the effects of plasma shielding. With a large increase in pulse energy, it is supposed that the increased rate of plasma 

shielding is lower than the rate of energy, though the corresponding effects of plasma shielding are enhanced. Finally, 

the higher laser energy irradiates to the copper surface, producing a larger ablated volume and emitting an intense 

spectrum. On the other hand, with the increased pulse energy, more energy will propagate through the plasma and 

ablate the surface of a target, with more ablated volume and enhanced spectrum. While the copper position of 

maximum spectral intensity will be closer to the lens (as shown in Fig. 6) and the size of the ablated spot will 
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become larger. Besides, the absorbed energy will heat the plasma, which contributes to the intensity of the emission 

spectrum. 

In the course of plasma shielding, the absorption factor of energy in plasma is tightly related to the combined 

effects of the ablation spot size, beam irradiance, plasma geometry, and plasma shielding [29]. Any severe shielding 

weakens the coupling efficiency between the laser pulse and the target surface and reduces the ablation mass on the 

target surface, resulting in a weaker emission spectrum intensity. 

3.4  Plasma Temperature and Plasma Density 
The existence of plasma shielding will induce the plasma to absorb the rest of pulse energy. Besides the emitted 

spectrum, the other characteristics, such as the plasma temperature and electron density, will be affected by the 

changed ablation energy or reheat energy. In practical applications of LIBS, the local thermodynamic equilibrium 

(LTE) and optically thin are generally assumed to evaluate the plasma characteristics. When the above assumptions 

are established, the self-absorption effects in the procedure of plasma emission can be ignored [31]. The plasma 

temperature T (K) is determined from the fitted slope of the Boltzmann plot,  

( )1 1 2 2
1 2

1 1 2 2

1ln ln
b

I I E E
A g A g K T
λ λ

− = − −                                            (1) 

where λ1 and λ2 represent the central wavelength of two atomic spectral lines with their corresponding spectral 

intensities being I1 and I2, A1 and A2 represent the spontaneous transition probabilities of spectral lines λ1 and λ2 from 

high energy levels to low energy levels, g1 and g2 are the degeneracy of the upper levels of E1 and E2, respectively, 

and Kb is the Boltzmann constant (eV/K).  

Three Cu atomic lines at 510.55, 515.32 and 521.82 nm are used to determine the precise plasma temperature. 

The above lines not only match the following four physical features, such as a non-resonance line with less self-

absorption, higher transition probability, individual line without interference and deformation, and enough difference 

of the upper-level energy of two lines, but also within the same channel with identical coupling efficiency between 

the plasma and the optical fiber. The spectroscopic parameters of the above three Cu atomic lines can be obtained in 

the NIST database.  

Generally, Stark broadening of the spectral linewidth is mainly caused by the collisions of electrons and ions. 

Both the linear and the quadratic Stark effect are encountered in spectroscopy. However, only the hydrogen atom and 

H-like ions exhibit the linear Stark effect, whereas all other atoms exhibit the quadratic Stark effect. When 

calculating the electron density, the FWHM of Hα line profile can be calculated easily with greater accuracy than Cu 

atomic lines. Stark broadening was assumed to fit a Lorentz line shape. The electron density Ne, a function of 

FWHM Δλ, is determined by the following expression [32], 

3
312 38.02 10 cmeN λ

α
−∆ = ×  

 
                                                        (2) 
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where λ is the FWHM of the line in Å, α is the reduced Stark profiles in Å as tabulated by Kepple (i.e., α is 0.0149, 

line 2 in Table 1, page 322.) [33]. 

Here, taking the lens with a focal length of 150 mm as an example. When pulse energy is 44 mJ, the curves of 

plasma temperature and electron density at the corresponding H values are shown in Fig. 8. It is found that the peak 

of evolution is located around H = 146.5 mm, which is corresponding to the first peak of spectral intensity in Fig .5.  

 

Fig .8 Evolution of electron density and plasma temperature at different H. 

When H ranged from 143 mm to 146.5 mm, the copper surface absorbed the pulse energy and induce the 

increased temperature of the electrons and lattices. If the electrons absorb enough incident photons, it will emit along 

the opposite direction of the incident beam with high speed and high density, and break down the free air and 

produce the initial weak air plasma (weak spectral line Hα was observed) above the target surface [27]. Once the 

beam irradiance or electron density reaches a certain critical threshold, the shielding effects will occur in the mixed 

plasma consisting of target plasma and air plasma. Due to the shielding effects, the mixed plasma will absorb a part 

of the pulse energy through the electron-ion inverse-bremsstrahlung or the electron–neutral inverse-bremsstrahlung 

processes[31]. The spectral intensity, plasma temperature and electron density began to show a peak value, which 

means that the plasma shielding is relatively weak. When H > 146.5 mm, the enhanced energy fluence will aggravate 

the shielding effects. It implies that less and less energy can reach the target surface, and that mixed plasma will 

absorb more energy to strengthen the procedure of ionization and collision between the different particles. Although 

the increased energy is converted into the internal thermal energy of the mixed plasma through inverse-

bremsstrahlung radiation, the plasma temperature has shown a declined slope. We deem that the narrow geometry of 

mixed plasma aroused by the smaller size of ablation spot alleviate the reheating effects on plasma. When the target 

is located inside the focal point, the curve of changing plasma temperature suggested that the rise in plasma 

temperature is governed by the ablation mass, rather than the plasma reheat.  

3.5 Validity of Assumption 



 

12 

LTE refers to the existence of thermal equilibrium within a small region of the plasma. In LTE plasma, the 

collisional processes of excitation and de-excitation dominate the radiative processes, which require the electron 

density to be following the McWhirter relation [34],  

( )312 1 21.6 10eN T E≥ × ∆                                                               (3) 

where ΔE represents the difference between the upper and lower energy (eV) levels of the spectral line. According to 

the physical parameters mentioned in the last section, the minimum electron density can be approximately calculated 

as 0.202*1016/cm3 when the plasma temperature is up to 8233 K. It is lower than the experimentally obtained values 

at any H in Fig. 8, the McWhirter criterion is satisfied. 

It is assumed that the plasma is homogeneous and stationary in the McWhirter relation. While the McWhirter 

relation is just a necessary condition for the dominance of LTE plasma, rather than a sufficient condition. Given the 

plasma size in this actual experiment, it needs to consider the transient properties, i.e. plasma relaxation time and 

diffusion length, in the homogeneous and inhomogeneous plasma, respectively. For relaxation time, it means that the 

evolution rate of homogenous and transient plasma must be slower than the electron collisions and can relax the 

plasma back to equilibrium. This criterion is given by the following inequality [34], 

( ) ( )
( )

1relT t T t
T t
τ+ −

                                                                    (4) 

( ) ( )
( )

1e rel e

e

N t N t
N t
τ+ −

                                                                  (5) 

where the τrel is the plasma relaxation time, which can be expressed as [34], 

( )
4 1

2
6.3 10 exp nm

rel nm b
e mn b

Et E K T
N f g K T

 ∆×
= ∆  

 
                                               (6) 

where fmn is the oscillator strength of the m–n transition (ranging from 0.42 to 0.54, Table 1.1 in literature [35]). <g> 

is the effective Gaunt factor (dimensionless, ~ 04, Fig. 1 in literature [36]). △Enm is the energy difference between 

the upper and lower level. For line 521.82 nm, the relaxation time τrel is estimated at ~ 3.3 nanoseconds, which is 

much shorter than the observation time of the spectrometer in this work. It means that the LTE is satisfied when the 

plasma is homogenous and transient in this work.  

To consider the valid LTE as overall as possible, the third criterion, diffusion length, should be estimated in the 

inhomogeneous and transient plasmas. It requires that the diffusion length (x) of species, during a period of the 

order of the relaxation time (τrel) to the equilibrium, is shorter than the variation length of temperature and electron 

number density in the plasma. The condition for LTE at the position x can be expressed as [34],  

( ) ( )
( )

1
T x x T x

T x
∆+ −

                                                                   (7) 
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the diffusion length x is expressed as [34],  

( )
1

12 23
4

1.4 10 exp
2

nm nm
e

e A mn e

E Ex kT
N M f g kT

   ∆ ∆×
∆ ≈        

                                         (9) 

where the MA is the relative mass of the species considered. Generally, the diffusion length must be at least one order 

of magnitude shorter than the plasma dimension. For Cu element, the value of MA is 29. The diffusion length x is 

estimated as ~1.92 μm, while the plasma diameter can be estimated at ~1 mm. It means that the LTE is validated 

when the plasma is inhomogeneous and transient in this work.  

As assumed in the calculating procedure of plasma temperature and electron density, the spectral lines are free 

from the self-absorption in optically thin plasma. For a plasma spectrum under the optically thin condition, the 

intensity relationship between two atomic lines must submit Equation (1). Especially for the lines originating from 

the same upper level in a specific element with the identical ionization stage, the theoretical doublet intensity ratio 

can be expressed by simplification of Equation (1) as follows [37], 

1 1 1 2

2 2 2 1

I A g
I A g

λ
λ

=                                                                                 (10) 

where the three factors are the atomic inherent parameters of the transitions, which is independent of the 

experimental parameters. 

Among the three Cu atomic lines used to calculate the plasma temperature, the double lines 515.32 nm and 

521.82 nm have the same upper level. We can calculate the experimental intensity ratio of 521.82 nm to 515.32 

nm(I521.82 nm / I515.32 nm) at different H. The experimental value of I521.82 nm / I515.32 nm ranges from 1.68 to 1.81, which is 

close to the theoretical value of 1.85 obtained from Equation (6). Therefore, the observed plasma can exist in an 

optically thin condition. In conclusion, the assumption of LTE and optically thin condition is validated by minimum 

electron density,  slower evolution and theoretically spectral intensity ratio. 

4. Conclusion 
This work examines the spectral intensity characteristics of copper plasma under a LIBS technique using various 

conditions, such as different lens focal lengths, pulse energies, and focusing distances. The above phenomenon 

shows that, with an increasing lens-to-copper surface distance, the difference of the focal length and pulse energy 

leads to the beam irradiance of the ablating spot changing under various behaviours. The beam irradiance and size of 

the ablated spot not only changes the geometric structure of the plasma, but also modifies the particle density inside 

the plasma. The combined effects of these critical factors result in a change of the coupling efficiency between the 

laser pulse and sample surface, which also affects the spectral intensity, plasma temperature and electron density. 

When the pulse duration exceeds 5 ps, the pulse will be interacting with plasma and result in plasma reheating. The 

source of plasma may be different, a shorter picosecond laser will produce air plasma above the surface of a target, 

while the nanosecond laser will generally produce vapour-plasma from the removal mass [23]. Under the effects of 
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plasma shielding, the variation trend of spectral intensity with the focusing distance is consistent with the results of 8 

ns and 50 fs duration in literature [29] and [38], respectively. In this work, we deem that the main reason for the 

hump in Fig .4 is similar to that of nanosecond pulse, namely the plasma reheating between the laser and mixed 

plasma, rather than the effects of self-focusing, defocusing and refocusing in the procure air ionization by a 

femtosecond laser. As for the second peak outside the focal point, the self-focusing effects will help to enhance the 

coupling efficiency between the laser pulse and the sample. Finally, three necessary and sufficient factors, the 

McWhirter relation, plasma relaxation time and diffusion length are used to validate the assumed LTE. And the 

theoretically spectral intensity ratio was employed to validate the optically thin condition. The present results provide 

a further understanding of the influence of beam irradiance on spectral intensity in picosecond LIBS. We hoped that 

this study could be a simple and effective method to improve detecting sensitivity without extra optical elements in 

the next work. 
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