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We develop a general theory to classify magnetic skyrmions and related spin textures in terms
of their magnetoelectric multipoles. Since magnetic skyrmions are now established in insulating
materials, where the magnetoelectric multipoles govern the linear magnetoelectric response, our
classification provides a recipe for manipulating the magnetic properties of skyrmions using applied
electric fields. We apply our formalism to skyrmions and anti-skyrmions of different helicities, as well
as to magnetic bimerons, which are topologically, but not geometrically, equivalent to skyrmions. We
show that the non-zero components of the magnetoelectric multipole and magnetoelectric response
tensors are uniquely determined by the topology, helicity and geometry of the spin texture. Therefore, we propose straightforward linear magnetoelectric response measurements as an alternative to
Lorentz microscopy for characterizing insulating skyrmionic textures.
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The concept of skyrmions, originally invoked by
Skyrme to describe the stability of hadrons in particle
physics more than half a century ago [1, 2], has found fertile ground in condensed matter systems as diverse as liquid crystals [3], Bose-Einstein condensates [4], quantum
Hall systems [5], and helimagnets [6–10]. The magnetic
skyrmions that form in the latter are metastable, topologically protected, nanometer-sized, swirling spin textures, with potential application as data bits in future
high-density data storage devices [11–13].
Magnetic skyrmions have been found in bulk chiral
and polar magnets [8, 9, 14–20], thin film heterostructures [12, 13, 21], and multilayer nanostructures, [22–28].
Their radially symmetric spin texture is described by a
local magnetization vector n̂(θ(r), φ(α)), with θ(r) and
φ(α) characterizing the radial profile and the twisting
angle
R respectively, while the skyrmion number, Nsk =
1
dxdy n̂ · (∂x n̂ × ∂y n̂), characterizes the topology of
4π
the spin texture and manifests in the various exotic topological transport properties [29–31]. For example, the
topological invariants Nsk = ±1 represent the skyrmion
and the anti-skyrmion respectively (see Figs 1 (a) and
(b)).
In addition to their well-explored topological order, the
lack of both space-inversion I and time-reversal τ symmetries in skyrmion-like spin textures makes them potential hosts for magnetoelectric
R (ME) multipoles [32, 33],
formally defined as Mij = ri µj (~r)d3 r, with µ
~ (~r) being
the magnetization density. The three irreducible (IR)
components of the Mij tensor, the ME monopole (a),
toroidal moment (~t), and the ME quadrupole moment qij ,
are quintessential to the linear ME response αij , which
is the generation of magnetization (polarization) by an
applied electric (magnetic) field. They have also been
associated with other exciting properties and phases of
matter, including hidden ferrotoroidic order [34–36], current induced Néel vector switching in antiferromagnetic
spintronics [37, 38], and even with axionic dark matter
[39]. The recent observation [14–20] of skyrmions in insulators opens the door to combined electric and magnetic
field manipulation of the skyrmions, mediated via these
ME multipoles (MEMs).
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FIG. 1. (a) Bloch skyrmion and (b) anti-skyrmion, (c) Néel
skyrmion, and (d) bimeron. The schematic at the center illustrates the helicity γ, with gradient-colored arrows indicating
the in-plane components of n̂.

In spite of this intriguing connection, to our knowledge, the only link between MEMs and skyrmions mentioned to date, is to their toroidization Tz (toroidal moment per unit volume, ~t/V ) [40]. Here we present a complete ME classification of skyrmions and anti-skyrmions
with different helicities, γ, (see Fig. 1) as well as magnetic bimerons [see Fig. 1 (d)] taking all components
of the magnetoelectric multipolization (that is the MEM
per unit volume) into account. We find that the ME
monopolization A (ME monopole per unit volume, a/V )
and the quadrupolization Qij (quadrupole moment per
unit volume, qij /V ) can be non-zero, in addition to
the toroidization T~ , with the form of the MEM tensor depending on both the topology and geometry of
the spin texture. These distinct MEMs in skyrmions,
anti-skyrmions, and bimerons, further, manifest in the
corresponding ME polarizability αij , implying that the
skyrmion type can be determined from a straightforward
magnetoelectric measurement, and pointing to combined
electric- and magnetic-field control of skyrmions.
The main outcomes of the classification are given in
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TABLE I. ME classification of skyrmions, anti-skyrmions and bimerons. Only independent multipolization components are
listed.
Properties
Skyrmions
Anti-skyrmions
Bimerons
γ = 0 (Néel) γ = π/2 (Bloch)
γ=0
γ = π/2
γ=0
γ = π/2
ME multipolization
ME polarizability

A ∝ cos γ
αxx = αyy

Tz ∝ sin γ
αxy = −αyx

Table I, which summarizes the key findings of our work.
First, while skyrmions with different helicities carry the
same topological order (Nsk ) and are, therefore, topologically indistinguishable, they have different MEMs, which,
in turn, leads to different ME polarizability αij . As a
result, the ME polarizability can be used as an alternative to Lorentz microscopy [9] to classify skyrmions
with different helicities. Second, skyrmions and antiskyrmions differ not only in their topological order, but
also have different MEMs, and, hence, different ME response. Therefore skyrmions and antiskyrmions can be
characterized and detected in experiments using a single observable αij . The case of the bimeron emphasizes
the strong dependence of the form of the MEM and αij
tensors on the geometry of the spin texture. Finally, the
unique spin textures of skyrmions and anti-skyrmions facilitate the existence of multipolization components in
their purest form. For example, Bloch skyrmions have a
pure toroidization Tz , anti-skyrmions with γ = π/2 have
a pure quadrupolization Qxy , etc. Such a pure toroidal
or quadrupolar state is rather rare in materials with magnetic order on the unit-cell scale, where they often coexist
with each other due to symmetry [33, 34, 41–43].
ME multipolization and spin geometry in two dimensions. Here we briefly review the ME multipolization and
discuss the dependence of the multipolization tensor on
the lattice dimension and the spin geometry of the usual
two dimensional (2D) topological skyrmion-like spin texture.
The ME multipolization M̃ij = Mij /V , i.e., the
MEM moment per unit volume V , describes the first order asymmetry in the magnetization density µ
~ (~r) that
couples to derivatives of the magnetic field [33, 44].
Hereafter, we only consider the spin part of the magnetic moment. As stated earlier, the Mij tensor has
three IR components
[33]: (a) the scalar ME monopole
R
3
a = 31 Mii = ~r · µ
~ (~
r
)d
ME toroidal moment
R r, (b) the
1
1
~ (~r)d3 r, and (c) the symmetti = 2 εijk Mjk = 2 ~r × µ
ric traceless five component quadrupoleR moment tensor
2
1
qij = 12 (M
ri µj + rj µi −
 3 ij + Mji − 3 δij Mkk ) = 2
2
δ
~
r
·
µ
~
d
r.
The
ME
monopole
and
the
q
ij
x2 −y 2 and qz 2
3
quadrupole moment components form the diagonal of the
Mij tensor, while the symmetric and the anti-symmetric
parts of the off-diagonal elements are represented by the
qxy , qxz , and qyz quadrupole moments and ~t respectively.
We now point out some interesting features of the Mij
tensor based on the reduced lattice dimension from 3D →
2D, and the spin geometry. First,Ra 2D in-plane lattice
directly implies vanishing Mzi = zµi d2 r components,

Qx2 −y2 ∝ cos γ Qxy ∝ sin γ Qx2 −y2 ∝ cos γ Tx ∝ sin γ
αxx = −αyy
αxy = αyx
αxz = −αyy
αxy = αyz

and the corresponding multipolization (which in this case
is multipole moment per unit area S, M̃ij = Mij /S).
Here i = x, y, and z are the Cartesian components of
µ
~ . Moreover, the radially symmetric µz spin component at each
lattice site of a skyrmion crystal forces the
R
Miz = ri µz d2 r components to vanish. The resulting
Mij tensor can therefore be written as a 2 × 2 matrix of
non-zero components [see Fig. 2 (a)]. In contrast, the absence of µz radial symmetry in a bimeron texture means
that the Mij tensor does not reduce to a 2 × 2 matrix.
The different dimensionality of their Mij tensors emphasizes that although topologically equivalent, skyrmions
and bimerons have distinct ME responses originating
from geometrical differences. Secondly, in a 2D lattice,
the ME monopole a and the quadrupole
qz2 are equal and
R 2
1
opposite
to
each
other:
a
=
d
r(xµ
x
3
R 2
R 2+ yµy + zµz ) =
1
1
2
d
r(xµ
+
yµ
),
and
q
=
d r{zµz + zµz −
x
y
z
3
2
R 2
2
1
d
r(xµ
+yµ
)
=
−a. This means
(xµ
+yµ
)}
=
−
x
y
x
y
3
3
that in a 2D lattice qz2 (Qz2 ) is the same as an anti-a
(anti-A) and vice versa (see Figs. 2 (b) and (c)).
Results and discussion. We begin by considering a
tight-binding model for an electron in a square lattice
of spin texture n̂i [45],
X
X †
H=t
ci cj − JH
n̂i · (c†i ~σ ci ).
(1)
i

hi,ji

Here t and JH are the nearest-neighbor hopping and
Hund’s coupling respectively. For a skyrmion texture,
n̂i ≡ (sin θi (ri ) cos φi (αi ), sin θi (ri ) sin φi (αi ), cos θi (ri ))
with θi = π(1 − ri /λ) [30] and φi = mαi + γ. Here,
the vorticity m = ±1 corresponds to a skyrmionic and
an anti-skyrmionic state respectively while the helicity γ
can take different values; e.g., γ = 0 and π/2 correspond
to Bloch and Néel skyrmions respectively [see Figs 1 (a)
and (c)]. The bimeron configuration, also known as inplane magnetized version of a skyrmion [see Fig. 1 (d)],
is obtained from the skyrmion texture via spin rotation
by π/2 around the y axis, (n̂x , n̂y , n̂z ) → (n̂z , n̂y , −n̂x ),
losing thereby the radial symmetry of the spin-z component of a skyrmion while keeping the topology intact
[46, 47].
In the adiabatic limit (JH  t), the low lying bands of
the tight-binding model, Eq. (1), can be approximated
as [45]
X
†
H=
teff
(2)
ij di dj ,
hi,ji

where di , d†i are spin-less operators,

and teff
ij

=

3
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FIG. 2. (a) Schematics showing the evolution of the Mij
tensor as the structural dimension reduces from 3D to 2D,
and finally for the specific radially symmetric skyrmion spin
texture. Representative spin magnetic moment arrangements
(shown in arrows) for a ME monopole a and the quadrupole
moment qz2 in the (b) x-y plane and (c) along z, showing that
a and qz2 in (b) are exactly equal and opposite in the absence
of a local z coordinate.

t cos(θ̃ij /2)eiaij is an effective hopping that depends on
the twisting angle difference (φi − φj ) [48].
We first analyze the band structures of 2D periodic
crystals of skyrmions, bimerons, and antiskyrmions, computed from the tight-binding model, Eq. (1). The lowlying bands for JH /t = 10, shown in Fig 3(a), are well
described by the adiabatic limit Hamiltonian of Eq. (2)
and are identical for the three topological spin textures
for a given set of parameters. This is because the effective hopping teff
ij depends only on the difference in φ, and,
therefore, remains the same for any constant rotation of
the spins. Since Néel and Bloch skyrmions differ only in
helicity γ, and bimerons by a π2 rotation around y-axis,
they therefore have the same teff
ij . For anti-skyrmions,
teff
has
the
opposite
phase
leading
to opposite topologiij
cal order while keeping the band energies unaltered.
While the bandstructure is insensitive to rotations of
the spins, they manifest in the corresponding spin multipolization M̃ij , which can be computed as the Brillouin
zone (BZ) integration over all the occupied states n of
n ~
Oij
(k), [44, 49]
Z occ 2 X
d k
M̃ij = −gµB
On (~k), where
(2π)2 n ij
h hn|v |mihm|s |ni i
X
i
j
n ~
Oij
(k) =
(εn + εm − 2εF )Im
(3)
.
(εn − εm )2
m6=n

Here vi and si are the velocity and the Pauli spin operators respectively.
We compute the M̃ij tensor for γ values ranging from
−π to π, assuming that only the lowest band in Fig. 3 (a)
is occupied. We start with the case of the skyrmion crystal, and discuss pure Bloch- and Néel- type skyrmions
first, before analyzing intermediate γ values. Our calculations show that the Bloch skyrmions have only nonzero off-diagonal elements, M̃xy = −M̃yx , indicating the
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FIG. 3. (a) Band structure for the model Hamiltonian, Eq.
(1) with parameter JH /t = 10. For simplicity, the lowest
sixteen bands of the model Hamiltonian (1) around the energy
E = −JH /t are shown and the energies are shifted by E,
indicated by the horizontal dashed line. (b)-(g) Momentum
space distribution of Oij (~k) of Eq. (3). (b) Oxy (~k) and (c)
Oyx (~k) for the Bloch skyrmion; (d) Oxx (~k) and (e) Oyy (~k) for
the Néel skyrmion; (f) Oxz (~k) and (g) Oyy (~k) for the bimeron.
The Fermi energy is taken to be at the top of the lowest band
in (a).

presence of only the toroidization Tz , consistent with Ref.
[40]. We note that a pure Tz is unusual [33, 34, 41–43];
while recently we demonstrated a pure toroidal moment
in the reciprocal space of PbTiO3 [50], to the best of our
knowledge this is the first prediction of a pure toroidal
moment in a real-space spin texture. In complete contrast, Néel skyrmions have only non-zero diagonal elements, M̃xx = M̃yy . Since the ME monopolization A,
and quadrupolization Qx2 −y2 and Qz2 contribute to the
diagonal elements as
1
M̃xx = A + (Qx2 −y2 − Qz2 )
2
1
1
M̃yy = A − Qx2 −y2 − Qz2
2
2
M̃zz = A + Qz2 ,

(4)

this implies the presence of a ME monopolization A =
−Qz2 in a Néel skyrmion, consistent with our previous
discussion that a = −qz2 in a 2D system.
In Figs. 3 (b)-(e), we show the k-space distributions of
Oij (~k) for Bloch and Néel skyrmions. It is interesting to
Bloch ~
point out the multipolization symmetries, Oxy
(k) =
Néel ~
Bloch ~
Néel ~
Oxx (k), Oyx (k) = −Oyy (k), which follow from the
differences in γ: µBloch
= sin θ sin(π/2 + φ) = µNéel
. Fury
x
thermore, since the velocity vx does not depend on γ, it
Bloch
Néel
is easy to see from Eq. (3) that Oxy
= Oxx
. SimiBloch
Néel
larly, it can be shown that µx
= −µy , leading to
Bloch ~
Néel ~
Oyx
(k) = −Oyy
(k). Note that, although the explicit
value of Oij depends on the Fermi energy εF [see Eq. (3)],
the relations discussed here remain intact because they
are determined by the symmetries of the spin texture.
Finally, for twisted skyrmions described by intermediate γ values, we find that both diagonal and off-diagonal
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FIG. 4. Variation in the ME multipolization components as a
function of the helicity γ in (a) skyrmions, (b) anti-skyrmions,
and (c) bimerons. The same variation for the ME polarizability components αij in (d) skyrmions, (e) anti-skyrmions, and
(f) bimerons.

elements of M̃ij exist, resulting in non-zero Tz and
A = −Qz2 , that vary periodically with γ [see Fig. 4
(a)]. While Tz varies as sin γ, A (Qz2 ) varies as cos γ.
These periodic dependences of Tz and A (Qz2 ) can be
understood from their formal
definitions. For example,
R
Tz = tz /S, with tz = d2 r(~r × µ
~ ). For skyrmions
µ
~ ≡ (sin θ cos φ, sin θ sin φ, cos θ), with φ(α) = α + γ, and
(x, y) ≡ r(cos α, sin α). Substituting this expression for
µ
~ , we obtain Tz ∝ Rsin γ. Similarly, the ME monopoliza~ ) ∝ cos γ.
tion A = a/S = S1 d2 r(~r · µ
The spin multipolization, discussed above, is directly
∂ M̃
related to the spin ME polarizability, αij = −e ∂εFij ,
which can, therefore, be computed as [44],
Z occ 2 X
d k
αij = egµB
Dn (~k),
(2π)2 n ij
X h hn|vi |mihm|sj |ni i
n ~
where Dij
(k) = −2 Im
. (5)
(εn − εm )2
m6=n

Here the integration is over the occupied part of the BZ.
We compute the response αij for the skyrmion as a function of γ and show our results in Fig. 4 (d). Similar to
the M̃ij tensor, we find that αij has a 2 × 2 matrix form,
with αxx = αyy varying as cos γ, and αxy = −αyx as sin γ
[see Fig. 4 (d)], reflecting the one-to-one correspondence
between M̃ij and αij . A similar sine/cosine dependence
of αij was predicted earlier for magnetic vortices [51].
We now turn to the case of an antiskyrmion with vorticity m = −1. The variations of M̃ij and αij with γ in
an antiskyrmion are shown in Figs. 4 (b) and (e). Similarly to the case of skyrmions, at γ = 0, the M̃ij tensor
of an antiskyrmion has a diagonal 2 × 2 matrix form,
but the diagonal elements have opposite signs, M̃xx =
−M̃yy . Following Eq. (4), this implies the presence of
quadrupolization Qx2 −y2 , which, as seen from Fig. 4 (b),

varies as cos γ, with its maximum at γ = 0 and zero at
γ = π/2. At γ = π/2, the M̃ij tensor is off-diagonal
with M̃xy = M̃yx , in contrast to the opposite signs in
skyrmions, leading to a quadrupolization Qxy that varies
as sin γ. These periodic dependences
R again follow from
the formal definitions: Qx2 −y2 = S1 d2 r(xµx − yµy ) ∝
cos γ, noting
φ = −α + γ for an anti-skyrmion, and
R that
1
Qxy = 2S
d2 r(xµx + yµy ) ∝ sin γ. The corresponding
computed polarizability αij [Fig. 4 (e)] follows the M̃ij
tensor, with αxx = −αyy ∝ cos γ and αxy = αyx ∝ sin γ.
Finally, we discuss the bimeron crystal, motivated by
its closely related spin texture to that of skyrmions. Despite being topologically equivalent to skyrmions, the
lack of radial symmetry in the µz components of a
bimeron texture results in a very different form of the
M̃ij tensor, emphasizing the crucial dependence on
spin geometry. In contrast to the skyrmions and antiskyrmions described above, the bimeron M̃ij tensor has
a 2 × 3 matrix form that corresponds to the middle panel
of Fig. 2 (a), with non-zero elements M̃xz = −M̃yy at
γ = 0. The non-zero elements of the M̃ij tensor can
, while
= −µNéel
be understood by noting that µbimeron
x
z
Néel
bimeron
= µy . Since the velocities vx and vy are the
µy
same for both textures (they have identical band struc= −M̃Néel
tures, Fig. 3 (a)), this implies M̃bimeron
xx and
xz
Néel
bimeron
= M̃yy , which is also reflected in the correM̃yy
sponding k-space distributions of Oij (~k), shown in Fig.
3 (f) and (g) respectively. Consequently, M̃xx = M̃yy
in a Néel skyrmion translates into M̃xz = −M̃yy in a
bimeron. This further implies the presence of Qx2 −y2 =
3Qz2 = −3A = −2Ty = 2Qxz at γ = 0. All the MEMs
vary as cos γ with zero value at γ = π/2, at which nonzero elements are M̃xy = M̃yz , indicating the presence
of Tx = Qyz = Tz = Qxy ∝ sin γ. The variation of the
independent multipolization components with γ is shown
in Fig. 4 (c). A similar periodic dependence is also evident in the corresponding polarizability αij , shown in
Fig. 4 (f).
To summarize, we have introduced a ME classification
of skyrmions and applied it to Bloch and Néel skyrmions
[52], as well as anti-skyrmions, and bimerons. The formalism is general and can be extended to other spin textures. Our work opens the door for future works examining the implications of MEMs in both metallic and
insulating skyrmion-like textures. In particular, dependence of the multipolization on the helicity demonstrated
here, may have useful implications in the context of recent efforts to control the helicity of skyrmions [53, 54].
Note that the ME monopole associated with a Néel
skyrmion in the present work is different from the previously predicted magnetic monopole at the point of coalescence of two in-going skyrmion lines [55]. In particular,
unlike the ME monopole, the magnetic monopole does
not break inversion symmetry, and appears in the zeroth
order term of the multipole expansion of a magnetization density in a magnetic field. However, care should
be taken as often in the literature this distinction based
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on formal definition is not followed. For example, as
pointed out by Khomskii [56, 57], the elementary excitation in spin ice that is referred to as a magnetic monopole
carries an electric dipole (and so breaks space-inversion
symmetry) in addition to a magnetic charge.
We hope that our work stimulates experimental efforts
in ME manipulation of skyrmions and related topological spin textures, opening up new avenues in designing
unique skyrmionic (skyrmion-based spintronic) devices
with high energy efficiency.
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[17] I. Kézsmárki, S. Bordács, P. Milde, E. Neuber, L. M.
Eng, J. S. White, H. M. Rønnow, C. D. Dewhurst,
M. Mochizuki, K. Yanai, H. Nakamura, D. Ehlers,
V. Tsurkan, and A. Loidl, Nat. Mater. 14, 1116 (2015).
[18] Y. Fujima, N. Abe, Y. Tokunaga, and T. Arima, Phys.
Rev. B 95, 180410 (2017).
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[40] B. Göbel, A. Mook, J. Henk, and I. Mertig, Phys. Rev.
B 99, 060406 (2019).
[41] N. A. Spaldin, J. Exp. Theor. Phys. 159, 594 (2021).
[42] S. Bhowal and N. A. Spaldin, Phys. Rev. Research 3,
033185 (2021).
[43] S. Bhowal, D. O’Neill, M. Fechner, N. Spaldin, U. Staub,
J. Duffy, and S. Collins, Open Research Europe 1 (2021),
10.12688/openreseurope.13863.1.
[44] Y. Gao, D. Vanderbilt, and D. Xiao, Phys. Rev. B 97,
134423 (2018).
[45] K. Hamamoto, M. Ezawa, and N. Nagaosa, Phys. Rev.
B 92, 115417 (2015).
[46] Y. A. Kharkov, O. P. Sushkov, and M. Mostovoy, Phys.
Rev. Lett. 119, 207201 (2017).
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