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Abstract

The equation of state of the triclinic compound 1,3,5-triamino-2,4,6-trinitrobenzene (TATB)

as well as its second-order isothermal elastic tensor were computed through classical molec-

ular dynamics simulations under various temperature and pressure conditions. Hydrostatic

pressures similar to previous diamond anvil cell experiments were imposed within the range

[0,66] GPa and temperatures chosen between 100 and 900 K in conjunction with the most

recent version of an all-atom fully-flexible molecule force field. The isothermal elastic con-

stants were computed using the generalized Hooke’s law by fitting Cauchy stress vs. linear

strain curves. Along isobaric pathways, TATB single crystal stiffness is found to undergo lin-

ear softening, less pronounced at high pressure, while maintaining its elastic anisotropy. On

the other hand, along an isothermal pathways, a non-linear increase is observed in the elastic

constants with a significant decrease in anisotropy. Towards a precise mesoscopic model-

ing of TATB single crystal mechanical behavior, we provide “ready to plug-in” analytical

formulations of the P,V,T equation of state and pressure-temperature dependent non-linear

elasticity.

1. Introduction

1,3,5-Triamino-2,4,6-trinitrobenzene (TATB) is a highly insensitive energetic molecular

crystal used in multiple explosive formulations. It crystallizes in a triclinic cell of space group

P 1̄ [1] and its layered structure leads to very anisotropic thermo-mechanical and chemical

behavior. These anisotropic properties are the consequences of the contrast between in-

teratomic interactions within the molecular crystal, like hydrogen bonds between nitro and

amino groups and van der Walls interactions across the molecular layers. Various studies

on the anisotropic behavior of TATB emerged in the last few years and a strong coupling

has been found between multiple deformation mechanisms such as elastic buckling, twinning

and crystal plasticity [2], which led to a first mesoscopic model in which non-linear elastic
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and transformational behavior are described in a large deformation, Lagrangian formalism [3].

For low-symmetry molecular crystals such as TATB and other energetic materials, it has

been very difficult to measure the elastic constants in an accurate way. Very few experi-

ments have been conducted to characterize the mechanical behavior of TATB [4, 5]. Various

EOS were measured with a diamond anvil cell (DAC) using powder diffraction (XRD) pat-

terns [6, 7, 8, 9], under hydrostatic pressure conditions, even if different types of sample

were considered, i.e. powder vs small single crystals aggregates. Only one study reported a

structural phase transformation of TATB [10] leading to a layered structure, similar to P 1̄

but with a basal-plane sliding rearrangement of molecular layers.

In the last decade, molecular dynamics (MD) simulations proved to be a good alternative

to fill the gap between experimental results and what is needed to build a reliable meso-

scopic model that would allow characterizing the TATB mechanical behavior as a function

of temperature and pressure, outside the 300 K isotherm generally considered in experi-

ments. TATB EOS have been computed through classical MD simulations and ab-initio

in the past [9, 11, 12, 13, 14, 15] and were in good agreement with experiments. Elas-

tic constants have also been computed [9, 16, 15, 11, 12, 13, 14] over restrained ranges

of temperature and pressure, but could not be verified against experimental results, not

available at this time. Various numerical studies focused on TATB thermal and chemical

properties [17, 18, 19], as well as on the identification and characterization of its deforma-

tion mechanisms [13, 20, 2, 3, 21, 15, 22]. A precise review and very detailed analysis of

the literature toward mesoscopic modeling of high explosives has been recently published [23].

In the present study, we focus on the temperature and pressure dependence of TATB crystal

structure and elastic properties, which constitute the foundation for future mesoscopic model-

ing at the grain-scale and above, aiming at studying the mechanical behavior of polycrystalline

samples under extreme conditions such as shock loading, high strain-rate deformation or ther-

mal aggression [3, 24, 25, 26, 27, 28, 29]. Computing crystal structure and elastic constants

of non-reacted and crystalline TATB over a wider range of temperature and pressure is then

of primary importance. The ZND (Zeldovich, von Neuman, Döring) pressure spike has been

estimated somewhere between 33 and 43 GPa [30, 31, 32]. This shows the necessity to

characterize the unreacted material properties below such pressure if one wants to build a

mesoscopic modeling that includes a coupling between a thermo-mechanical constitutive law

and a thermochemistry model. Concerning the temperature range, we considered temper-

atures up to 900 K, which corresponds to the melting point at ambient pressure, located

between 700-900 K [19, 33, 34].

The paper is organized as follow. The first section is dedicated to the methods used to

compute the equation of state of TATB single crystal and the second-order elastic tensor,

as well as a short presentation of the force field used in the MD simulations. In the second
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section, the results concerning the EOS and the elastic constants are presented. Finally, the

last section aims at providing “ready to plug-in” analytical formulations that can be included

in a grain-scale mesoscopic model of TATB, with non-linear elasticity and volume ratio as a

function of temperature and pressure.

2. Methods

2.1. Force field

The LAMMPS code was used to perform all the classical molecular dynamics (MD) sim-

ulations with a modified version of the widely used non-reactive force field (FF) for TATB

initially developed by [9] with fully-flexible molecules and 3D-periodic boundary conditions.

This version of the TATB FF includes two main modifications; a repulsive intramolecular

potential for OH bonds as well as tuned harmonic bond and angle potentials [15, 17]. Non-

bonded interactions were computed with a cutoff distance of 11 angstrom. The Wolf poten-

tial [35] was used to evaluate the electrostatic contributions with an 11 angstrom cutoff. An

extensive description of this FF can be found in recent publications [36, 37]. Trajectories

in the isothermal (NVT) ensemble were integrated using a Nosé-Hoover style thermostat

[38, 39] with a 0.1 ps coupling constant. A barostat with a 1 ps damping constant was used

for the isothermal-isobaric (NPT) ensemble [40]. MD trajectories are integrated using a 0.5

fs timestep.

This force field and its modified versions have been used in many studies related to the

thermo-mechanical behavior of TATB single crystal under high strain rate loading [13, 2, 3],

shock compression [36, 37] and also to compute its basic thermal and elastic properties

[9, 17, 18, 15, 13, 19].

2.2. Lattice equilibration at finite temperature and pressure

In order to obtain the lattice parameters of TATB single crystal for various temperature

and pressure, a simulation cell consisting in a 8x8x12 replica of the P 1̄ structure [1] was

initially considered, containing 36 864 atoms, or 1536 molecules. For each (T, P) condition,

a triclinic barostat with independent coupling for each cell parameters was used, allowing the

triclinic cell to minimize the deviatoric part of the Cauchy stress tensor. A 3-step procedure

is followed:

- For each temperature the system is equilibrated in the NVT ensemble during 500 ps.

At the end of this trajectory, the stress tensor is not systematically hydrostatic.

- Starting from the end of the previous NVT simulations, a NPT ramp at a 5 GPa/ns

rate is performed in order to reach the various target pressures. This step helps to

remove the deviatoric stress, thus leading to a fully hydrostatic stress tensor, but with

potentially different lattice parameters than the ones obtained by [8].
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- Finally, NPT simulations are performed for 1 ns and the lattice parameters are averaged

over the last 500 ps, during which the stress tensor is hydrostatic and no evolution is

observed in the lattice lengths and angles. From the averaged lattice parameters, the

compression ratio V/V0 is computed, taking the ambient conditions (300 K, 0 GPa) as

the reference conditions.

The thermodynamic path described above ensures a continuity of the volume evolution as a

function of temperature and pressure. It was used to obtain the lattice parameters for 18

pressures between 0 and 61.8 GPa, each at 100, 300, 500, 700 and 900 K, leading to a total

set of 90 equilibrated crystal structures.

However, for ambient pressure simulations, the NPT simulations led to isolated stacking fault

which modified the out-of-plane angles and c-length, leading to a discontinuity in the EOS

surface. This was overcome by unloading to 0GPa the defect-free cells with hydrostatic

pressure of 2GPa, allowing to obtain a defect-free simulation cell at ambient pressure.

2.3. Elastic constants computation

For any (T, P) state, the following procedure was used to compute the isothermal elastic

response of TATB single crystal to an applied strain:

• A 3D-periodic crystal consisting in a 8x8x12 replica of TATB unit-cell is equilibrated for

250 ps in the NVT ensemble, using the cell parameters obtained through the procedure

explained in section 2.2. for each (T, P) state considered. We verified that the

computed stress tensor calculated as the volume average of the virial [41] along this

trajectory was fully hydrostatic and met the expected pressure.

• Then, for a prescribed strain component, an NVT simulation is performed for 4 ns. The

stress tensor is averaged over the last 3 ns for the equilibrated strained system. For

each strain, an equilibrium stress tensor is then obtained. The slope of the stress-strain

curve gives one component of the isothermal spatial elasticity tensor.

TATB crystal structure is triclinic and the single crystal has 21 independent elastic constants,

which is the most general case for elasticity. Taking (300 K, 0 GPa) as the reference state

for our elastic constants calculation, we define the basis transformation tensor as:

H0 =


ax bx cx
0 by cy
0 0 cz

 (1)

where a, b and c correspond to the TATB triclinic unit cell vertices at (T = 300K,P =

0GPa). When the material is subjected to a hydrostatic pressure and/or temperature vari-

ation, TATB unit cell undergoes a deformation that can be non-symmetric. The new basis

transformation tensor such hydrostatic pressure and imposed temperature Hθ,P reads:

Hθ,P = F θ,PH0 (2)

4



Figure 1: Multiplicative decomposition of the total deformation induced by pressure, temperature and small

strain used to compute the spatial elasticity tensor of TATB single crystal. F P and F θ respectively stand for

hydrostatic pressure-induced and temperature induced deformation w.r.t reference configuration R. F θ,P =

F θF P is the combination of pressure then temperature induced transformations with intermediate and final

configurations RP and Rθ,P . The final sate Rθ,P is the one to which is applied the small strain tensor ε.

where F θ,P is inducing a volume change between the volume V0 at (300 K, 0 GPa). This

strain is a diagonal tensor in the case of an isotropic material but, in the present case, F θ,P

can take any form, allowing the lengths and angles of TATB unit cell to vary independently

from each other. Finally, a small strain F ε = I + ε (with ε a symmetric tensor) is applied on

the hydrostatic pressure state. We define the new basis transformation tensor as:

Hθ,P,ε = (I + ε)Hθ,P = (I + ε)F θ,PH0 (3)

By noting that ε << 1, the Green-Lagrange deformation measure of F ε, namely E =
1
2

[(F ε)−1 · F ε − I] is well approximated by ε. Thus, the isothermal spatial elasticity tensor c

is defined through the Taylor expansion in ε of Helmholtz free energy φ(F θ,P , ε, T ) for the

present volume V , pressure P and temperature T , T0:

φ(F θ,P , ε, T ) = φ(F θ,P , T )− V (ε : I)P +
1

2
V ε : c : ε+ ... (4)

The 4thorder spatial elasticity tensor, defined as ci jkl = ∂2φ/(∂εi j∂εkl) has, by definition, the

major and minor symmetries, with 21 unique coefficients. The Cauchy stress tensor is then

defined as:

σ = (∂φ/∂ε)/V = c : ε− P I (5)

The elasticity coefficients were calculated for temperatures between 100 and 900 K and for
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pressures up to 50 GPa by linear regression of stress-strain curves corresponding to Equation

5. The symmetry of stress and strain tensors generally leads to the more convenient Voigt

notation where a single index replaces pairs of indices. Stress and strain tensors are then

expressed in compact notation and read:

σ = [σ11, σ22, σ33, σ23, σ13, σ12]
T , ε = [ε11, ε22, ε33, 2ε23, 2ε13, 2ε12]

T (6)

leading to the generalized Hooke’s law in tensorial notation:

σm + σ0m = cvmnεn (7)

where cv is referred to as the elasticity matrix (elasticity tensor in Voigt’s notations). Each of

the 6 independent strains applied have been chosen to be lower than 0.005 and the reference

temperature set to T0 = 300K. A total of 25 simulations (6 deformation types times 4 strain

amplitudes plus 1 strain-free) is then needed to compute the elastic tensor for one (T, P)

state. The elastic tensor has been computed for 5 temperatures and 10 pressures over the

range [100, 900 K] and [0, 50 GPa], respectively, requiring a total of 1250 simulations.

3. Molecular dynamics results

3.1. TATB single crystal equation of state

Following the procedure described in section 2.1, we computed the lattice parameters of

TATB single crystal for temperatures between 100 and 900 K and for pressures between 0

and 61.8 GPa. To compare our results against the literature, we present in Figure 2 the 300

K isotherm obtained with the force field used in this work. We compare our results with

previous experiments [8, 6, 42, 7] as well as DFT calculations.

The force field used in the present work reproduces the low pressure (P < 10 GPa) experi-

mental data. However, it leads to a larger compressibility at higher pressure that out of the

domain where this potential has been fitted (below 13 GPa, after the experimental data from

[7]).

A new parametrization of the FF will be the subject of future work, based on the last

experimental results as well as reliable DFT calculations that have been recently obtained

[8, 5]. Despite this high-pressure bypass, we consider that this FF provides interesting insight

to study the evolution of c , and more specifically the evolution of the elastic anisotropy with

pressure and temperature.

For the following we take the state (300 K, 0 GPa) as the reference configuration from

which the volume ratio is computed as a function of temperature and pressure along isobar

and isotherm pathways, respectively. In Figure 3a are represented the five isotherms that

have been computed in this work. The volumetric thermal expansion is clearly higher at

low pressure than at high pressure where the volume ratio reaches a similar value for the

different isotherms, indicating that temperature effects vanish at high pressure. This rep-

resentation does not allow for a very concise visual analysis so we report in Figure 3b the
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Figure 2: (left) Isothermal EOS of TATB at 300 K. (right) Raw data of TATB EOS obtained through MD

simulations.

multiple computed isobars for pressures between 0 and 61.8 GPa. The isobars, instead of

isotherms, better show the effect of temperature on the unit cell volume as a function of

the hydrostatic pressure. At 300 K, the volumetric thermal expansion is significant with a

volume increase of 15% between 300 K and 900 K. As the hydrostatic pressure increases,

the effect of temperature on the volume ratio decreases. The expression of the volumetric

thermal expansion is therefore non-linear with pressure and this will be discussed in Section

3 when building analytical laws.

Figure 3: (left) TATB isotherms for T between 100 K and 900 K. (right) Isobars of TATB for P between 0

GPa and 61.8 GPa, where the attenuation of temperature effects is clearly seen at high pressure.
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3.2. Isothermal elastic tensor

3.2.1. Elastic constants at ambient conditions

We first discuss our results at ambient conditions, i.e, T = 300 K and P = 0 GPa. The

principal components of the elastic tensor computed in this work are compared to literature

results [15, 13, 9, 16, 12, 11, 14] in Figure 4. Our predictions are in agreement with the

published values, especially with elastic coefficients that were computed with MD simula-

tions under similar conditions. It is found that the predicted values are consistent with other

MD results obtained with flexible molecules [15, 9], whereas the results obtained with rigid

molecules seem to overestimate these elastic coefficients [13]. It appears that the elastic

coefficients computed by means of ab-initio methods are systematically larger in magnitude

than those obtained through classical MD simulations [16, 11, 14]. To this day, no experi-

mental results have been reported for ambient conditions elastic coefficients of TATB single

crystal. This is mainly due to the difficulty to synthesize large TATB single crystals. In

the following, we present our results for elastic coefficients as function of temperature and

pressure but only describe a few isotherms and isobars curves. However, the results obtained

for the full range of temperature and pressure are given in the supplementary material.

Figure 4: Elastic constants of TATB at ambient conditions, comparison with the literature data.

3.2.2. Effect of hydrostatic pressure at constant temperature

We then focus on the pressure dependence of TATB elastic constants along two different

isothermal pathways to analyze the difference between ambient and high temperatures. The

elastic coefficients of TATB along the 300 K and 900 K isotherms are displayed in Figure

5a and 5b, respectively. Concerning the 300 K isotherm, it is clear that all the coefficients

are not subjected to the same pressure dependence. Indeed, the coefficients related to the

out-of-plane behavior (C33) as well as to the coupling between out-of-plane and in-plane
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behaviors (C13, C23) seem to depend linearly on pressure. On the contrary, in-plane elastic

behavior, mainly governed by constants C11, C22, C66 and C12 exhibits a non-linear evolu-

tion with pressure, with a power-law like dependence. These observations correlate with the

evolution of lattice parameters of TATB as a function of pressure. Indeed, the inter-layer

distance c decreases almost linearly with pressure in contrast with a and b cell parameters

which are directly related to the distances between molecules within the layers. This is mainly

due to the type of interatomic interactions considered in both cases, namely weak van der

Waals interactions for the out-of-plane interactions and strong hydrogen-bonding for the in-

plane interactions.

Figure 5: (left) Elastic constants along the 300 K isotherm. (right) Elastic constants along the 900 K isotherm.

We then analyze the 900K isotherm for which the starting configuration is (T=900K, P=0

GPa) and the results are presented in Figure 5b. Besides that TATB single crystal is signif-

icantly softer compared to the ambient temperature at 0 GPa, with bulk modulus of 7.71

GPa compared to 16.59 GPa, the same observations as for the 300K isotherm can be made,

with a general stiffness slightly lower than at 300 K, along the entire EOS. In addition to

these observations, we present in Figure 6a the evolution with pressure of the Voigt (upper-

script V) and Reuss (upperscript R) estimates of bulk and shear moduli, denoted K and G,

respectively. The shear modulus reaches a plateau at high pressure, indicating a saturation in

the shear elastic constants as observed in Figure 5. On the opposite, the bulk modulus keeps

increasing with pressure in a non-linear fashion. In addition, due to the weak interactions

between molecular layers, the shear modulus is uncommonly low, showing that TATB single

crystal can be subjected to large shear deformation as observed before with buckling/twinning

as well as shear banding deformation mechanisms [2, 43].

Finally, an assessment of the evolution of anisotropy of single crystal TATB is proposed.

When dealing with crystal of complex symmetries, it is useful to refer to the universal
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anisotropy index [44], defined as:

AU = c : s = 5
GV

GR
+
KV

KR
− 6, (8)

which takes a value of 0 for an isotropic material, since Voigt and Reuss estimates for bulk

and shear modulus are identical. The universal anisotropy index has been computed along the

isotherms and the results are displayed in Figure 6b. At ambient conditions, anisotropy is very

high compared to a large panel of materials [44, 45] and takes a value of approximately 55

which is among the 25 (over a few thousands available materials) most anisotropic materials

if one considers the database of the materials project [46], knowing that most of the highest

anisotropic materials are carbon allotropes. Anisotropy strongly decreases with pressure and

is divided by almost a factor 10 at 50 GPa compared to 0 GPa. Since elastic anisotropy is

the main driver for the buckling elastic instability in TATB (and other materials like graphite

[47]), such instability would be disadvantaged at high pressure.

Figure 6: (left) Voigt estimates of bulk and shear modulus as a function of pressure for the different isotherms

considered in this work. (right) Corresponding universal anisotropy coefficient as a function of pressure.

In summary, the overall elastic constants dependence with pressure at 900K is similar to

300K. However, one has to consider two groups of elastic constants with different pressure

dependence, one being linear and related to out-of-plane elasticity and another one being

non-linear and linked to the in-plane stiffness. This will be discussed to propose a closed

form expression for P-T dependence of cvi j in section 4.

3.2.3. Effect of temperature at constant pressure

As shown in Figure 7a for ambient pressure, stiffness decreases linearly when tempera-

ture increases. However, the slope of this linear dependence is not identical for all elastic
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constants. Indeed, longitudinal in-plane constants C11 and C22 seem to be more sensitive

to temperature than their counterpart C33 which evolves similarly to C12 and C66, both

related to the molecular layer elastic behavior under shear and bi-axial stain. Finally, elastic

constants related to the coupling between in-plane and out-of-plane behaviors, i.e. C13 and

C23, are subjected to a slow decrease in temperature which is also the case for basal plane

shear elastic constants C44 and C55.

In Figure 7b are displayed the main elastic constants of TATB single crystal along the 50

GPa isobar in order to analyze the effect of temperature at high pressure. Besides the larger

stiffness due to the high pressure conditions, which confirms our previous observations, we

can clearly see the difference with the case at 0 GPa. Indeed, the linear dependence of elastic

coefficients with temperature is still present, but very less pronounced. Except for longitu-

dinal coefficients, which still exhibit a small decrease with temperature, other coefficients

almost remain constant over the entire range of temperature. This attenuation of temper-

ature effects as the pressure increases will be discussed in the next section where analytical

laws will be introduced.

Figure 7: Elastic constants along the 0 GPa (left) and 50 GPa (right) isobars.

In addition to the analysis of single elastic constants, we observe that both bulk and shear

moduli evolve linearly with temperature, for pressures between 0 and 50 GPa. Finally, the

evolution with temperature of the universal anisotropy index AU is linear but AU remains

almost constant. This fact has to be considered along with the previous observation that

anisotropy strongly decreases with pressure. In particular the buckling instability, controlled

by the level of anisotropy, will be impacted by thermodynamic conditions. In the perspective

of building analytical laws, we retain the linear dependence of elastic constants with T along

the isobars in the regime 0-50GPa.
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4. Temperature and pressure dependent analytical formulations

We propose in the following analytical laws for both equations of state and elastic con-

stants as a function of temperature and pressure. Several EOS models are tested against

our data obtained from MD simulations and a polynomial formulation is built for the temper-

ature and pressure dependent elastic coefficients. These laws represent a first step towards

a mesoscopic modelling of TATB single crystal that would account for thermal volumetric

expansion, high pressure volumetric compression and non-linear elasticity.

4.1. Equations of state

Multiple models of EOS were tested against our data, namely Vinet [48], Murnaghan [49]

and Birch-Murnaghan [50] analytical laws. We independently fit the five isothermal curves

investigated in this work with the three models and compute the mean absolute error (MAE)

as:

MAEeosmodel =
1

N

N∑
i=0

∣∣∣∣Pmodeli − PMDi
∣∣∣∣ (9)

in order to select the more appropriate model. We plot in Figure 9a the MAE values for the

proposed models for the different temperatures. As Vinet and Birch-Murnaghan EOS do not

include explicit temperature dependence, we introduce an implicit temperature dependence

through the use of different values for the bulk modulus, its derivative and the reference

volume as a function of temperature. This is achieved by fitting the parameters by an

analytical law independently for each temperature. On the contrary, the Murnaghan EOS

already includes a functional form accounting for the thermal volumetric expansion, and its

related parameters are then fitted on the whole set of isotherms.

We plot in Figure 9b the optimized bulk modulus and its pressure-derivative for the three

EOS, together with the MD simulation data. It appears that the Vinet EOS leads to the

smallest MAE over the different isotherms considered, compared to Birch and Murnaghan

models, but also gives more consistent values of B0 and ∂B/∂P w.r.t MD data.

We then choose to keep the Vinet EOS and make B0 and ∂B/∂P depend linearly on temper-

ature. Thus, by taking (T=300K, P=0GPa) as the reference state, we have the following

expressions:

B0(T ) = B300K0 + β · (T − 300) (10)

B′(T ) = B′300K + β′ · (T − 300) (11)

V0(T ) = V 300K0 + γ · (T − 300). (12)

A linear regression on the MD simulation data leads to the values: β = −0.0146039 GPa K−1,

β′ = 0.0010561 K−1 and γ = 0.1057505 ang�A
3

K−1. Finally, the temperature and pressure
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Figure 8: (left) Mean absolute error obtained for the different models on the isothermal data. (right) Com-

parison between optimized parameters of the different analytical models and the values computed from the MD

data.

dependent Vinet EOS reads:

P (V ) = 3B0(T ) ·
1− f (T )

f 2(T )
· exp

3(B′(T )− 1) · (1− f )

2

 (13)

where f (T ) = (V/V0(T ))1/3. The mean absolute error (on pressure) of this equation over the

entire volume ratio vs. temperature range spanned in this work is displayed in Figure 9. The

general evolution is caught correctly while some drift in pressure appears at high compression

ratio. However, we recall that the force field used in this work leads to a higher compressibility

for TATB single crystal at high pressure and a more accurate force field would conduct to

higher values of elastic constants. However, the procedure described above provide a general

framework for choosing the most appropriate EOS model, and do not depends on a particular

force field.

4.2. Elastic constants

According to our previous observations about the non-linear evolution of elastic coeffi-

cients with pressure, we propose a simple polynomial fit of the elastic constants that allows the

stiffness to depend on the hydrostatic pressure. Taking the conditions (T=300K, P=0GPa)

as the reference state, the isothermal spatial elasticity tensor, along the 300K isotherm, is

expressed as:

c(P ) = c0
(
I +

N∑
k=0

AiP
k
)

(14)
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Figure 9: Mean absolute error on pressure, computed over the full range of MD data.

where c0 is the stiffness tensor at the reference state, Ak is a tensor containing the polyno-

mial fit coefficients and N is taken equal to 3. Here the multiplication between the reference

stiffness tensor and the coefficients tensors is done through the Hadamard product. The

pressure-dependent elastic coefficients and their corresponding polynomial fits are represented

in Figure 10a. In addition, the polynomial coefficients are provided in the supplementary ma-

terial.

Figure 10: (left) Pressure-dependent elastic moduli of TATB at 300K. The black dots are the MD data and

the continuous curves are polynomial fits to the data which are constrained to pass through the reference state

values. (right) Partial derivates w.r.t temperature of elastic coefficients at fixed pressure.
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The temperature-dependence of elastic coefficients over the entire range of pressure is studied

by computing their partial derivatives with respect to temperature at each pressure considered

in this work. These partial derivatives as a function of pressure are displayed in Figure 10b.

As described previously, elastic coefficients are quite sensitive to temperature at low pressure

compared to high pressure; the dark line in figure 10b represents the scalar average partial

derivative, denoted 〈∂c(p)/∂T 〉, which indeed exhibits large variations between 0 and 10

GPa. As a first approximation, one can express the pressure and temperature dependent

spatial elasticity tensor as:

c(p, T ) = c0
(
I +

N∑
k=0

Aip
k
)(

1 + 〈∂c(p)/∂T 〉 (T − T0)
)

(15)

where T0=300K is taken as the reference temperature, such that at (T=300k, P=0GPa)

the elastic tensor perfectly meets the MD data. This formulation catches the change in

anisotropy with pressure through the tensor containing the polynomial coefficients, which

is critical for the elastic stability of TATB under pressure. Additionally, the temperature

dependence term in this equation maintains, on one hand, the elastic anisotropy along isobaric

pathways, and, on the other hand, accounts for the attenuation of elastic softening at high

pressure, through the pressure-dependence of the partial derivative term.

5. Conclusion

Equilibrium Molecular Dynamics simulations of TATB single crystal have been performed

on an extended thermodynamic domain (between 100K and 900K and between 0 and 50

GPa). At each (P,T) point the spatial elasticity tensor has been computed through the

derivation of the Cauchy stress with respect to strain. At high pressure (i.e. above the

pressure used to build the force field employed in this work), the TATB single crystal appears

too compressible. A correction of this force field will be the object of future work. Along

isothermal pathways, elastic coefficients are found to increase non-linearly with pressure and

elastic anisotropy is subjected to a dramatic decrease, divided by a factor of 3 at 15 GPa

and up to 10 at 50 GPa compared to ambient pressure. This could have implications in the

ability of TATB single crystal to trigger the twinning-buckling instability, known to be driven

by its anisotropy.

Along the isobaric pathways, increasing temperature leads to a linear decrease of elastic

coefficients, while anisotropy remains almost constant. Finally, we introduced preliminary el-

ements to build a mesoscopic model. The first one is a generalized Vinet EOS parametrized

over our MD results, which reproduces the volumetric compression as a function of pressure

and temperature. This is achieved by making the bulk modulus, its pressure derivative and

ambient pressure reference volume dependent on temperature. The second element is an an-

alytical formulation for the spatial elasticity tensor as a function of pressure and temperature.

The dependence on pressure is reproduced through a component-wise polynomial fit while,

along isobaric pathways, the temperature dependence is propagated using the average partial
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derivative of elastic constants with respect to temperature. These elements can be used in

mesoscopic models and continuum formulations to model the non-linear elastic behavior of

TATB single crystals with pressure as well as its elastic softening in temperature.
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Supporting Information

Elastic anisotropy of 1,3,5-Triamino-2,4,6-Trinitrobenzene as a function of

temperature and pressure: A Molecular Dynamics study

TATB elastic constants along isothermal pathways

Due to the almost transversely isotropic property of TATB single crystal, we present

below, the principal components of TATB second-order elastic tensor using Voigt notation,

along the different isotherms considered in this work. Tables 1, 2, 3, 4 and 5 show the data

for the 100 K, 300 K, 500 K, 700 K and 900 K isotherms, respectively.

P C11 C22 C33 C44 C55 C66 C12 C13 C23

0.00 52.65 53.17 19.07 0.87 0.30 19.85 18.31 2.99 4.59

2.00 92.43 86.25 41.67 2.15 0.91 27.07 34.07 7.68 10.99

4.40 118.92 112.36 65.09 3.50 1.87 32.75 48.64 14.86 18.71

7.60 142.99 137.83 93.04 4.76 2.59 37.60 64.25 24.20 28.48

9.90 156.68 152.61 112.18 5.50 2.92 40.04 74.06 30.95 35.23

21.00 204.05 203.50 198.61 8.61 4.91 45.84 113.67 64.99 66.41

30.80 230.36 234.42 268.19 10.83 5.97 47.47 142.20 94.99 92.92

41.20 246.39 260.97 337.71 13.48 7.54 48.26 167.05 128.60 121.37

49.50 245.34 275.73 389.05 15.75 8.43 48.07 179.82 156.44 145.15

Table 1: TATB principal elastic components along the 100 K isotherm in GPa.

P C11 C22 C33 C44 C55 C66 C12 C13 C23

0.00 46.07 45.74 14.78 0.97 0.24 16.46 14.07 3.23 4.08

2.00 84.21 79.43 37.32 1.97 0.92 25.05 31.66 7.66 10.92

4.40 111.41 105.68 59.69 3.13 1.68 30.95 46.00 14.48 18.39

7.60 136.73 131.90 87.52 4.44 2.48 36.10 61.87 23.95 28.21

9.90 151.42 147.60 107.30 5.21 2.87 38.80 72.14 30.94 35.23

21.00 200.16 199.78 192.64 8.25 4.71 45.10 111.91 64.64 66.56

30.80 227.16 231.24 261.51 10.49 5.89 46.87 140.11 94.07 92.80

41.20 243.99 257.75 331.21 12.98 7.25 47.30 164.82 126.53 121.00

49.50 244.08 271.90 382.42 15.07 7.97 46.57 177.53 152.59 143.74

Table 2: TATB principal elastic components along the 300 K isotherm in GPa.

Analytical formulation of temperature and pressure dependent elasticity

Table 6 contains the 9 polynomial coefficients of the 3 tensors corresponding to the 3rd

order pressure-dependent stiffness along the 300K isotherm.
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P C11 C22 C33 C44 C55 C66 C12 C13 C23

0.00 34.98 37.33 10.78 0.76 0.10 13.45 11.09 3.17 3.53

2.00 76.49 73.24 33.23 1.78 0.90 23.02 29.36 8.05 10.84

4.40 104.83 100.41 55.36 2.86 1.52 29.31 44.09 14.59 18.38

7.60 130.95 126.85 82.87 4.16 2.37 34.67 59.94 23.95 28.13

9.90 146.21 143.01 102.62 4.94 2.79 37.51 70.43 31.11 35.28

21.00 195.76 195.82 186.09 7.89 4.52 44.21 109.93 64.18 66.33

30.80 223.68 228.20 255.37 10.16 5.74 46.14 138.18 93.66 92.85

41.20 240.88 254.52 325.04 12.55 6.97 46.40 162.49 125.45 120.88

49.50 242.41 267.79 375.94 14.49 7.68 45.43 174.99 150.30 142.89

Table 3: TATB principal elastic components along the 500 K isotherm in GPa.

P C11 C22 C33 C44 C55 C66 C12 C13 C23

0.00 27.04 29.40 7.96 0.51 0.15 10.63 8.84 2.54 3.15

2.00 67.74 66.42 28.48 1.53 0.78 20.67 26.52 8.05 10.43

4.40 98.37 95.45 51.30 2.61 1.38 27.61 42.34 14.87 18.40

7.60 125.41 122.38 78.49 3.87 2.21 33.22 58.35 24.24 28.16

9.90 141.10 138.64 97.99 4.64 2.66 36.17 68.85 31.38 35.33

21.00 191.65 192.31 180.46 7.54 4.33 43.29 108.34 64.21 66.43

30.80 220.06 224.94 248.88 9.78 5.57 45.34 136.27 93.24 92.66

41.20 237.57 250.57 317.12 12.00 6.66 45.50 159.77 123.97 120.25

49.50 240.80 263.37 368.55 13.86 7.40 44.43 172.43 148.58 142.02

Table 4: TATB principal elastic components along the 700 K isotherm in GPa.

P C11 C22 C33 C44 C55 C66 C12 C13 C23

0.00 19.49 22.25 5.29 0.24 0.11 8.05 6.38 2.17 2.61

2.00 59.82 60.19 24.34 1.28 0.60 18.44 24.23 8.31 10.25

4.40 90.72 89.47 46.15 2.31 1.19 25.59 39.98 15.03 18.10

7.60 118.90 117.13 73.06 3.53 2.00 31.48 56.26 24.26 27.86

9.90 134.46 133.00 91.40 4.27 2.46 34.48 66.36 31.06 34.63

21.00 187.22 188.43 174.22 7.16 4.11 42.17 106.57 64.13 66.15

30.80 216.36 221.53 242.64 9.35 5.30 44.39 134.37 92.99 92.72

41.20 234.54 246.89 310.72 11.49 6.38 44.51 157.56 123.54 120.17

49.50 239.01 258.35 361.02 13.19 7.07 43.36 169.76 147.32 141.47

Table 5: TATB principal elastic components along the 900 K isotherm in GPa.
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component
k = 1

(GPa−1)

k = 2

(GPa−2)

k = 3

(GPa−3)

Ak11 3.02 · 10−1 −7.81 · 10−3 7.01 · 10−5

Ak22 2.91 · 10−1 −7.31 · 10−3 6.98 · 10−5

Ak33 6.92 · 10−1 −6.60 · 10−3 5.59 · 10−5

Ak44 5.34 · 10−1 −1.05 · 10−2 1.15 · 10−4

Ak55 1.34 · 100 −2.69 · 10−2 2.60 · 10−4

Ak66 1.93 · 10−1 −6.22 · 10−3 6.21 · 10−5

Ak12 5.00 · 10−1 −9.15 · 10−3 7.66 · 10−5

Ak13 8.36 · 10−1 3.37 · 10−3 −2.79 · 10−5

Ak23 8.16 · 10−1 −5.29 · 10−3 5.62 · 10−5

Table 6: Polynomial fit coefficients for the elastic constants along the 300 K isotherm.

Finally, Table 7 contains the values of the mean partial derivatives of TATB elastic tensor

w.r.t. temperature along the different isobaric pathways considered in this work.

Pressure

(GPa)

< ∂c(P )/∂T >

(GPa K−1)

0.0 −8.90 · 10−4

2.0 −3.56 · 10−4

4.4 −2.60 · 10−4

7.6 −1.83 · 10−4

9.9 −1.47 · 10−4

21.0 −1.11 · 10−4

30.8 −8.28 · 10−5

41.2 −9.49 · 10−5

49.5 −9.78 · 10−5

Table 7: Mean partial derivatives of elastic tensor w.r.t. temperature along the different isobaric pathways

considered in this work.
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