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Using an effective Dirac model, we study the orbital Hall effect (OHE) in bilayers of transition
metal dichalcogenides with 2H stacking (2H-TMD). We use first-order perturbation theory in the
interlayer coupling of the bilayer system to obtain analytical expressions for the orbital Hall conductivity in the linear response regime. We use two distinct descriptions of the orbital angular
momentum (OAM) operator: The first one is the intra-atomic approximation that considers only
the intrasite contribution to the OAM [Cysne et al. Phys. Rev. Lett. 126, 056601 (2021)]. The
second one uses the Berry-phase formula of the orbital (valley) magnetic moment to describe the
OAM operator [Bhowal and Vignale, Phys. Rev. B 103, 195309 (2021)]. This approach includes
both intersite and intrasite contributions to the OAM. Our results suggest that the two approaches
agree qualitatively in describing the OHE in bilayers of 2H-TMDs, although they present some quantitative differences. We also show that interlayer coupling plays an essential role in understanding
the OHE in the unbiased bilayer of 2H-TMD. This coupling causes the Bloch states to become
bonding (antibonding) combinations of states of individual layers, demanding the consideration of
the non-Abelian structure of the orbital magnetic moment to the occurrence of OHE. As we discuss
throughout the work, the emerging picture of transport of OAM in the unbiased bilayer of 2H-TMDs
based on OHE is very different from the usual picture based on the valley Hall effect, shedding new
lights on previous experimental results. We also discuss the effect of the inclusion of a gate-voltage
bias in the bilayer system. Our work gives support to recent theoretical predictions on OHE in
two-dimensional materials.
I.

INTRODUCTION

The orbital Hall effect (OHE) consists of the transverse
flow of orbital angular momentum (OAM) as a response
to the application of a longitudinal electric field. It is a
phenomenon analogous to the spin Hall effect but, contrary to the latter, the OHE does not require the existence of strong spin-orbit coupling in the material. Despite being predicted more than a decade ago [1], only
recently the OHE has gained significant attention by the
condensed-matter community, which contrasts with the
spin Hall effect that has been the focus of intense research
in the last twenty years. The first theoretical studies on
the OHE had focused on three-dimensional metallic systems [2–4], where a mechanism based on the electrical
response of orbital texture in the materials were introduced [5–7]. Experiments on orbital-torque had found
signatures of the existence of the OHE [8–12]. In addition, a recent experiment reported the direct measurement of OHE [13], opening the way for the development
of the field of orbitronics [14–17].
The interest in physical phenomena related to OAM,
particularly the OHE, has gained substantial push in the
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community of two-dimensional (2D) materials [18–29].
Theoretical calculations predict the existence of the orbital textures that give origin to the OHE in many 2D
multiorbital materials [30–33]. In addition, recent experiments confirmed the existence of these textures for
some of these 2D materials [34–36]. Among many 2D
materials, the family of transition metal dichalcogenides
(TMDs) has attracted prominent interest. When crystallized in H structural phase, the TMDs are semiconductors
with a large gap. The OAM physics, in these materials,
is well described by the electronic states near valleys of
the Brillouin zone (BZ). Previous works have shown that
TMDs exhibit a strong OHE [18, 37, 38], even inside its
insulating gap [31, 32], in which it is possible to attribute
an orbital-Chern number [39]. The zigzag nanoribbons
of TMDs have orbitally-polarized edge-states that may
transport the orbital Hall currents [40, 41]. Added to
this, the OHE allows the flux of OAM in centrosymmetric bilayers of TMDs with 2H stacking (bilayer of 2HTMDs) [39]. Previous studies often neglected this fact,
interpreting the transport of OAM in terms of the valley
Hall effect [42–45].
Most of the literature on OHE uses of the atomic representation of the OAM operator, also known as intraatomic approximation. Due to its low computational cost
and easy implementation, this approximation is widely
used to describe the orbital properties of materials. The
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intra-atomic approximation to OAM frequently gives satisfactory results but neglects contributions generated by
the movement of electrons in the intersite region of the
solid [46–50]. The relevance of intersite contributions and
the validity of the intra-atomic approximation strongly
depend on the specificities of the material [51–54]. In
systems formed by atoms with well-localized outer shells,
the approximation can be conceptually justified [50]. Recently, Bhowal and Vignale [55] introduced a scheme to
take into account, on equal footing, the intra-atomic (intrasite) and the correction due to the extended nature of
electronic wave functions (intersite) using a description of
the OAM operator based on the Berry-phase formula for
orbital (valley) magnetic moment. They used the method
to express the valley Hall effect on the gapped graphene
model [56] in a more transparent picture of OHE. In this
work, we use the method introduced in Ref. [55] to study
the OHE in bilayers of 2H-TMDs and compare it with
results obtained within intra-atomic approximation [39].
As we show through the work, both approaches agree
qualitatively, giving robustness to the recent predictions
regarding the transport of OAM in 2D materials. For
clarity and transparency, we use an effective Dirac model
to describe the low-energy physics of bilayer of 2H-TMD
[57, 58], allowing us to obtain analytical expressions for
orbital Hall conductivity in the two schemes.
Our work contains two important physical messages
for the field of the OHE in 2D materials. The first message is the qualitative agreement between intra-atomic
approximation and the Bloch states orbital magnetic moment approach in predicting an orbital Hall insulating
plateau in centrosymmetric bilayers of 2H-TMDs with
the height expressed in Eqs. (23, 34). Despite the quantitative difference in the results from the two methods,
the orbital Hall conductivity agrees qualitatively, as is
shown in Figs. 2 and 3. To obtain the finite orbital Hall
plateau in Eq. (34) becomes necessary to consider the
non-Abelian nature of the orbital magnetic moment operator [see appendix A]. This necessity comes from finite interlayer hopping (t⊥ ) in bilayer 2H-TMDs that connects
the Hilbert spaces of each layer. The second important
message of the work is the reinforcement of the OHE as
a better description of the transport of OAM. The conventional view based on the valley Hall effect presents
many conceptual problems which forbid the possibility
of transport of OAM in centrosymmetric non-magnetic
systems.
We organize the paper as follows: In sec II, we describe
the effective Dirac model used in this work to explore the
OHE in the bilayer of 2H-TMDs. We also perform firstorder perturbation theory in the interlayer coupling, obtaining the eigenvectors and energies of the bilayer with
no applied gate voltage (unbiased bilayer). In Sec III,
we consider these perturbed eigenvectors and energies to
study the OHE for unbiased bilayer of 2H-TMD in linearresponse regime. We consider both the intra-atomic approximation [39] and the Bloch state orbital magnetic
moment description of OAM [55] and compare the two

results. In Sec. IV, we introduce an asymmetry between
layers of the bilayer 2H-TMD by adding a gate potential
(bias) in the system and performing a similar analysis of
Secs. II and III. In Sec V, we present the final remarks
and conclusions of the work. We also include an appendix A where we review the construction of the orbital
magnetic moment matrix associated with Bloch states
used in Ref. [55] to study the OHE in gapped graphene.
In addition, in the appendix B, we show some technical
details on the computation of orbital-current in the two
approaches.

II. EFFECTIVE MODEL FOR UNBIASED
BILAYER TMDS: PERTURBATION THEORY

Figure 1. (a) Side view of a bilayer of TMD with 2H stacking. Each monolayer of TMD in the H structural phase
is composed of an atomic plane of transition metal (black
spheres) sandwiched by two atomic planes of chalcogens (yellow spheres). The top and the bottom layers have a relative
rotation angle of 180 degrees, making the bilayer system centrosymmetric. I represents a point of inversion symmetry of
the bilayer. (b) Schematic representation of OHE, i.e., the
transverse flux of orbital-current induced by a longitudinal
(x̂ direction) electric field. In the picture, the orbital-current
flows in the −ŷ direction and has OAM polarized in the ẑ
direction. (c) The energy spectrum of the bilayer of 2H-TMD
near valleys K (left) and K 0 (right) of BZ. The solid black
curve shows the spectrum obtained by numerical diagonalization of the Hamiltonian of Eq.(1) without considering the
spin-orbit coupling (λ → 0). The dashed orange curve shows
the energy spectra obtained by first-order perturbation theory
expansion in interlayer hopping t⊥ [Eqs. (10, 11, 12)].

The OAM physics of the TMDs is dominated by the
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points K and K 0 of BZ. At these points, the wave function at the top of the valence band and the bottom of
the conduction band is formed by the orbitals dz2 , dx2 −y2
and dxy of the transition metal atoms [58–63]. We follow
Refs. [57, 58] to build a simplified tight-binding (TB)
model Hamiltonian in reciprocal space, which we expand
up to first order in the electronic momentum around the
~ = (4π/3a)x̂ and K
~ 0 = −K.
~ This
valleys located at K
procedure leads to the following Hamiltonian:
∆
γ+
γ− −τ sz λ
H(~q) = 
0
0
0
t⊥



0
0
0 t⊥ 
,
∆ γ− 
γ+ τ s z λ

∆
γ−
H0 (~q) = 
0
0

γ+
0
0
0

and the interlayer coupling term
turbation:

0 0 0
0 0 0
H1 = 
0 0 0
0 t⊥ 0

0
0
∆
γ+

0
0
,
γ− 
0


(2)

T
0v (q)
ψ1,τ,v i = Nv (q)
,
, 1, 0, 0
γ−

T
0v (q)
ψ2,τ,v i = Nv (q) 0, 0,
,
,1
γ+


(5)
(6)

while the conduction (c) band eigenvectors are
 0
T
 (q)
ψ1,τ,c i = Nc (q) c , 1, 0, 0
,
γ−

T
0c (q)
ψ2,τ,c i = Nc (q) 0, 0,
,1
.
γ+

(7)
(8)

The
normalization
factors
are
Nv(c) (q)
=
h
i−1/2
and the superscript T
1 + (0v(c) (q))2 /(atq)2
means the application of transpose operation to obtain
column vectors. Note that the wavefunction of states on
Eqs. (5, 7) are localized on layer 1 and the wavefunctions
of states on Eqs. (6, 8) are localized on layer 2. The
factors γ± defined above contain the dependence on
valley quantum number τ . To include the effect of
interlayer hopping t⊥ , we apply standard degenerate
perturbation theory by constructing the matrix hχ H1 φi
with states of valence [Eqs. (5, 6)] and conduction [Eqs.
(7, 8)] bands subspace and calculating its eigenvectors
to obtain a linear combination of these states. With this
procedure, the effect of interlayer coupling translates
into the formation of bonding (+) and antibonding
(−) linear combinations of the eigenstates of individual
layers on valence and conduction bands subspace:
1
Φ±,τ,v(c) i = √
2


ψ1,τ,v(c) i ± ψ2,τ,v(c) i .

It is straightforward to obtain the eigenvectors and energies of the unperturbed Hamiltonian H0 . The conduction

(10)

where
t⊥
δv,± (q) = ±
2

(3)

(9)

With these states, we compute the first-order correction of interlayer hopping t⊥ to energies δv(c),± (q) =
hΦ±,τ,v(c) H1 Φ±,τ,v(c) i, obtaining
¯v(c),± (q) = 0v(c) (q) + δv(c),± (q),

(H1 ), treated as a per
0
t⊥ 
.
0
0

the valence (v) band are

(1)

where γ± = at(τ qx ± iqy ), τ = ±1 is the valley quantum number associated with valleys K and K 0 , respectively. The TB basis of the Hamiltonian
of Eq. (1) is
 √
βtb = { d1z2 , d1x2 −y2 − iτ d1xy / 2, d2z2 , d2x2 −y2 +
 √
iτ d2xy / 2}, where the superscripts 1 and 2 specify the
two layers of the bilayer, respectively [see Fig. 1 (a)].
~ where ~q represents the wavevector relHere, ~k = ~q + τ K
ative to valleys and sz denotes the usual Pauli matrix
associated with the spin degree of freedom. This model
can be easily applied to describe bilayers of compounds
of the TMD family in the trigonal prismatic phase (H),
with 2H stacking, as represented in Fig. 1 (a). In this
paper, we will consider the case of bilayers of MoS2 , an
archetypical member of the family of TMDs. The parameters of effective Hamiltonian can be obtained by adjusting results given by density functional theory calculations. For 2H-MoS2 bilayers, we obtain the band-gap
∆ = 1.766eV, the lattice constant a = 3.160Å, the intralayer nearest-neighbor hopping t = 1.137 eV, and the
interlayer hopping t⊥ = 0.043 eV [58]. We also obtain a
spin-orbit coupling λ = 0.073 eV [58]. Here we are interested in describing the OHE in bilayers of TMDs, that is
not significantly affected by spin-orbit coupling. For this
reason, we set λ → 0 and introduced a spin-degeneracy
factor gs = 2 in all results presented in this work.
To perform the perturbation theory expansion, we separate the Hamiltonian into two terms, H0 (~q), of decoupled layers of bilayer 2H-TMD,


and valence bands of H0 are doubly degenerate, having
the energy-dispersion

p
1
(4)
0v(c) (q) =
∆ ∓ ∆2 + 4a2 t2 q 2 ,
2
q
where q = qx2 + qy2 . The unperturbed eigenvectors of

t⊥
δc,± (q) = ±
2

1+ p

∆
∆2 + 4a2 t2 q 2

1− p

∆
∆2 + 4a2 t2 q 2

!
,

(11)

!
.

(12)

Note that energies of Eqs. (10, 11, 12) are the same for
different valleys due to time-reversal symmetry and the
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absence of spin-orbit coupling. In Fig. 1 (c), we show
the comparison between the exact energy spectrum obtained by numerical diagonalization of the Hamiltonian
of Eq. (1) with λ → 0 and the one obtained via perturbation theory [Eqs. (10, 11, 12)]. They agree very
well within the regime of small wavevectors. It is interesting to note from Fig. 1 and Eqs. (11, 12) that at
the Dirac points (q → 0), the energy-splitting induced
by interlayer hopping t⊥ occurs at the valence band but
not on the conduction band. In realistic bilayers, the
finite spin-orbit coupling causes a small energy-splitting
in the conduction band at the Dirac point [57, 58]. This
energy-splitting of the conduction band does not occur
in the spectra obtained with λ → 0 in Fig. 1 (c). As we
mentioned before, the spin-orbit interaction is not relevant to the description of the OAM transport in this
system being neglected in this work.

III.

A.

ORBITAL HALL EFFECT OF UNBIASED
BILAYER TMDS

OAM. This approximation is widely used, especially in
studies of OHE, due to its simple implementation [50],
often giving satisfactory results. The second description,
recently introduced in the context of the OHE [55], treats
the OAM of electrons in the framework of the Berry phase
formula of intrinsic orbital magnetic moment of Bloch
states (Xz = L̂Tot
z ). While the intra-atomic approximation takes into account only the intrasite contribution of
electronic wave functions, the approach based on orbital
magnetic moment includes both intrasite and intersite
contributions to OAM [64, 65]. This justifies the use
of superscript “Tot” used here in quantities described in
the Bloch state orbital magnetic moment approach. We
briefly mention that the orbital magnetic moment is also
known as valley magnetic moment in the literature of
2D materials. Here, we adopt orbital magnetic moment
following the nomenclature of Ref. [55]. In the remainder of this section, we compute the OHC for the bilayer
TMD using the two descriptions of the OAM operator
and compare the results.

Linear response theory for orbital Hall current

To study the OHE, we use the formalism of linearresponse theory where the orbital Hall current, that flow
in the y-direction with OAM polarized in the z-direction
(out-of-plane), generated by a longitudinal (x-direction)
electric field is proportional to the orbital Hall conductivXz
Ex [see Fig. 1 (b)], where OHC
ity (OHC), JyXz = σOH
is given by [1–4, 21–24],
X Z d2 k
Xz
σOH = e
f k ΩXz~ ,
(13)
2 n,~
n,k
(2π)
n
where fn,~k = Θ(Ef − En,~k ) is the Fermi-Dirac distribution at zero temperature and Fermi energy Ef , and the
orbital-weighted Berry curvature is given by


Xz ~
~
ˆ
ΩXz~
X
 hun,~k v̂x (k) um,~k ihum,~k Jy (k) un,~k i 
n,k
=
Im 
.

2
2~
m6=n
En,~k − Em,~k
(14)
In the above equations, En(m),~k are the energies of
the eigenstates un(m),~k i of the electronic Hamiltonian evaluated in wavevector space Ĥ(~k). The velocity operator in the x(y)-direction is defined by
v̂x(y) (~k) = ~−1 ∂ Ĥ(~k)/∂kx(y) . We follow Refs. [3,
14] and define the OAM current operator JˆyXz (~k) =


Xz v̂y (~k) + v̂y (~k)Xz /2. Here we apply this formalism
to study the OHE in the bilayer TMD. As we mentioned
in the introduction, we use two distinct descriptions of
the OAM operator Xz in this work. The first description,
called intra-atomic approximation (Xz = L̂Intra
), treats
z
the OAM of electrons in a solid as an extension of atomic

B.

OHE in the intra-atomic approximation

In the tight-binding basis βtb of the Hamiltonian of Eq.
(1), defined in sec. II, the OAM operator in intra-atomic
approximation for bilayer TMDs assumes the form
L̂Intra
= (2~τ ) diag (0, −1, 0, 1) .
z

(15)

It is straightforward to compute the velocity operators
v̂x(y) (~q) from Eq. (1). Using vy (~q) and Eq. (15) to compute the operator Jyz,Intra , we obtain the orbital-current
operator in TB basis βtb :

Jyz,Intra


0
i
= atτ 
0
0

−i
0
0
0

0
0
0
i


0
0
.
−i
0

(16)

We use this operator together with the corrected energies [Eqs. (10, 11, 12)] and states [Eq. (9)] given by the
first-order perturbation theory to compute the orbitalweighted Berry-curvature in the intra-atomic approximation ΩIntra
q ). The analytical expressions for these
c(v),± (~
curvatures are slightly cumbersome but they assume a
simple form after performing the integral over azimuthal
angle θ (where, qx = q cos(θ) and, qy = q sin(θ)) and expanding in linear order on t⊥ /∆. This procedure leads
us to the integral
Z
0

2π

dθ Intra
2a2 t2 ∆
Ωv,± (~q) ≈ −
3/2
(2π)
(4a2 t2 q 2 + ∆2 )


p
2a2 t2 ∆ 4a2 t2 q 2 + ∆2 + ∆ 4a2 t2 q 2 + ∆2
∓t⊥
3
(4a2 t2 q 2 + ∆2 )
(17)
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for the valence band and
Z 2π
dθ Intra
2a2 t2 ∆
Ωc,± (~q) ≈
3/2
(2π)
0
(4a2 t2 q 2 + ∆2 )


p
2a2 t2 ∆ 4a2 t2 q 2 + ∆2 − ∆ 4a2 t2 q 2 + ∆2
∓t⊥
3
(4a2 t2 q 2 + ∆2 )
(18)
for the conduction band. Note that the right-hand side of
these equations does not depend on the valley quantum
number τ . As a result, these curvatures add up when
summed over the valleys, resulting in a finite OHC inside the insulating gap of the bilayer TMD [31, 32, 39].
We substitute Eqs. (17, 18) in Eq. (13) and evaluate
the radial integral, assuming the extrapolation q → ∞
in the lower limit of integral. This corresponds to extrapolating the model of Eq. (1) to small wavelengths.
The highly peaked profile of the orbital-weighted Berrycurvature near the valleys of the BZ gives ground for this
assumption. As a result we obtain the OHC in intraatomic approximation:
X

Intra
Intra
Intra
σOH
(Ef ) =
σv,ν
(Ef ) + σc,ν
(Ef ) , (19)
ν=±
Intra
where the valence band contribution σv,±
(Ef ) is given
by
"
∆
e
Intra
q
σv,± (Ef )= gs
2π
2
2
4a t q 2 + ∆2
v,±



2
4a2 t2 qv,±
+ ∆2
3/2
2
6 4a2 t2 qv,±
+ ∆2

∆ 2∆ + 3
±t⊥

q

#
, (20)

Intra
and, the contribution of conduction band σc,±
(Ef ) is
"
∆
e
Intra
1− q
σc,±
(Ef ) = −gs
2π
4a2 t2 q 2 + ∆2

t⊥ (6∆ − 4Ef ),
and βv,±
=
(∆ ± t⊥ − 2Ef ),
βc,± = − (∆ ± t⊥ − 2Ef ). Fig. 2 (b) shows the
Fermi moments of Eq. (22) as a function of Fermi energy
for the typical parameters of bilayer MoS2 introduced in
Sec. II.
In Fig. 2 (a), we also show the orbital Hall conductivities given by Equations (19), (20), and (21) for the
unbiased bilayer MoS2 . The most striking feature of this
curve is the quantization of the OHC in intra-atomic approximation when the Fermi-energy lies in the insulating
gap:
 e 
 e 
= 2CL2l
.
(23)
σ Intra
OH = 4
2π
2π
This quantization occurs in first-order perturbation theory in interlayer hopping t⊥ . If one includes higher orders of interlayer hopping in the perturbative expansion,
the height of the orbital Hall insulating plateau deviates
slightly from this quantized value [39]. A modification in
this quantized value may also occur by including highorder terms in ~q, such as trigonal warping [66, 67], in the
effective Dirac theory of Eq.(1). As denoted by the second equality of Eq.(23), we can write the height of the
quantized orbital Hall insulating plateau obtained here
as 2 × CL2l , where factor 2 comes from the d-shell character of transition metals [Eq. (15)], and CL2l is the orbital
Chern-number introduced in Ref. [39]. We can define
this orbital Chern-number even in nonperturbative calculations [39] using the method formalized in Refs. [68–
70]. For the present case of the bilayer of 2H-TMD, the
orbital Chern number is CL2l = 2. The same calculation
presented above could be performed for the monolayer of
TMD in the H structural phase (monolayer of H-TMD),
giving an orbital Chern number CL1l = 1. The result
of Eq. (23) unveils a topological nature in the insulating gap of H-TMDs, despite being trivial in Z2 -invariant.
Zigzag nanoribbons of H-TMDs have orbitally-polarized
edge states that cross the bulk gap [40, 41] and may be
responsible for the transport of orbital Hall current.

c,±


∓t⊥

#
q
2
2
+ ∆2
− ∆2
4a2 t2 qc,±
∆3 + 2a2 t2 qc,±
(. 21)
3/2
2
3∆ 4a2 t2 qc,±
+ ∆2

Note that we reinserted the spin-degeneracy factor gs = 2
in these equations. qv(c),± are Fermi moments of the
bonding (+) and antibonding (-) states for valence (conduction) band. To compute the Fermi moments as a
function of Fermi energy we invert Eq. (10) and solve
¯v(c),± (qv(c),± ) = Ef . We then obtain
q

p
α± (Ef ) + βv(c),± (Ef ) δ± (Ef )
,
√
qv(c),± (Ef ) = Re 
at2 2
(22)

where, α± (Ef )
=
4Ef2 + t2⊥ − ∆2 − 4Ef ∆ ±


4t⊥ (∆ − Ef ), δ± (Ef ) = 4Ef2 + t2⊥ − 4Ef ∆ + ∆2 ±


C.

OHE in the Bloch state orbital magnetic
moment description

To contrast with the results of the previous subsection,
we evaluate the OHC with the OAM described by the
Berry phase formula of the Bloch state orbital magnetic
moment. It was first shown by W. Kohn that Bloch electrons possess an intrinsic magnetic moment [71]. Later,
this intrinsic magnetic moment was connected with Berry
phase theory and interpreted in a more transparent picture of the self-rotation of semiclassical wave-packet [72].
The description of OAM operator in terms of the orbital magnetic moment of Bloch states was extensively
explored [19, 20, 73–78], also appearing in the context of
the modern theory of orbital magnetization [46–50]. Recently, it was proposed in Ref. [55] that the long-debated
valley Hall effect [79] could be viewed as an OHE, using the description of the OAM operator in terms of the
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Figure 2. (a) OHC as a function of the Fermi energy for unbiased bilayer of 2H-MoS2 . The two curves show the orbital conductivities calculated using intra-atomic approximation [Eqs.
(19), (20), and (21)] and Bloch state orbital magnetic moment approach [Eqs. (31), (32), and (33)] for the OAM operator. (b) Fermi-momentum [Eq. (22)], as a function of Fermienergy, for the valence and conduction band states in the unbiased bilayer of 2H-MoS2 . The vertical continuous black lines
in both panels delimit the insulating gap of the unbiased bilayer 2H-MoS2 [Fig. 1 (c)]. The horizontal dashed black line
in panel (a) signals the quantized orbital Hall conductivity
in the intra-atomic approximation when Fermi-energy lies in
the insulating gap [σ Intra
OH = 4(e/2π), Eq. (23)]. In panel (b),
a = 3.160Å and t = 1.137eV [see Sec. II].

orbital magnetic moment. Here, we use the scheme introduced in this reference to study the OHE in bilayer
TMDs. In appendix A, we review the general theory of
orbital magnetic moment of Bloch states based on Refs.
[71–75] and also obtain the operator used in this subsection. As detailed in the appendix A 2, the correct description of the orbital magnetic moment in the unbiased
bilayer system must consider its non-Abelian (matricial)
nature. On a TB basis βtb , the orbital magnetic moment
operator for the unbiased bilayer of 2H-TMD assumes
the form of a diagonal matrix:
m̂tb (q) = τ m0 (q)diag (1, 1, −1, −1) ,

(24)

where
m0 (q) =

e
~

a2 t2 ∆
= µ∗B f
2
4a t2 q 2 + ∆2



2atq
∆


(25)

is the orbital magnetic moment of a massive Dirac
fermion [56]. In the second equality of Eq. (25), we defined the dimensionless function f (x) = (1 + x2 )−1 and

the renormalized Bohr magneton µ∗B = (e~)/(2m∗e ) with
the effective mass m∗e = (~2 ∆)/(2a2 t2 ). At the Dirac
point K, m0 reduces to the renormalized Bohr magneton, so that m0 (q = 0) = µ∗B .
In the case of the orbital magnetic moment description, to calculate the OAM current operator, we need to
multiply the magnetic moment by a constant to convert
the magnetic moment to units of angular momentum.
This constant depends on the Landé g-factor gL , which
can give rise to quantitative ambiguities in the case of
materials with strong spin-orbit coupling. On the other
hand, experiments observe magnetic moment accumulation. So, in principle, gL is not necessary for the prediction of magnetic moment accumulation or non-local resistances. To avoid introducing this constant, one could
alternatively describe the OHE in terms of a current of
orbital magnetic moments Jyz,m (q). We can use the definition of the current operator in Eqs. (13, 14) where Xz is
the orbital magnetic moment operator. In this case the
current follows directly from the orbital magnetic moment matrix Xz = m̂tb (q) [Eq. (24)],


0 −i 0 0
τ atm0 (q)  i 0 0 0 
Jyz,m (q) = −
(26)
0 0 0 −i .
~
0 0 i 0
In the case of the intra-atomic approximation, there is
a trivial conversion of the OAM operator of Eq. (15)
to the units of the orbital magnetic moment: m̂Intra
=
z
(−µB /~) L̂Intra
. Nevertheless, both descriptions of the
z
OHE using orbital magnetic moment current or OAM
current have the same physical information in Eqs. (15,
24).
Here, we follow the literature of OHE to connect with
previous results and consider the OAM current. To convert the orbital magnetic moment operator of equation
24 to units of angular momentum, we multiply it by the
−1 −1
−1 −1
constant [55] Cam = −~gL
µB = −2me gL
e , where
gL = 1, µB = (e~)/(2me ) is the atomic Bohr magneton
and, me is the electron rest mass. In TB basis βtb , the
OAM operator reads


τ ~m0 (q)
Tot
L̂z (q) =
diag (−1, −1, 1, 1) , (27)
µB
that can be used to obtain the OAM
flowing in the y-direction

0 −i
τ atm0 (q)  i 0
z,Tot
Jy
(q) =
0 0
µB
0 0

current operator
0
0
0
i


0
0
.
−i
0

(28)

At the Dirac point the OAM operator can be written in
function of the ratio between the two Bohr magnetons:
∗
L̂Tot
z (Kτ ) = ~τ (µB /µB )diag(−1, −1, 1, 1). It is worth
mentioning that the orbital-current operator within the
Bloch state orbital magnetic moment approach [Eq. (28)]
has the same matrix structure as the operator obtained
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in the intra-atomic approximation [Eq. (16)]. This occurs despite the difference in the matrix structure of the
OAM operators in both approaches [Eq. (15, 27)]. It
is easy to see how this occurs by representing the OAM
operators in terms of a tensorial product of Pauli matrices related to orbital (σ i ) and layer (Σi ) degrees of
freedom [diag(0, −1, 0, 1) = (1/2)(σ z − σ 0 ) ⊗ Σz and,
diag(−1, −1, 1, 1) = −σ 0 ⊗ Σz ] and then using its anticommuting ({σ i , σ j } = 2δi,j and {Σi , Σj } = 2δi,j ) properties in the calculation of orbital-current [See details in
appendix B]. It is important to notice that, the similarities between orbital-current operators of Eqs. (16, 28) are
an artifact of the low-energy description of TMD. This
similarity is not expected in calculations that include all
Bloch bands of material [80].

the integrals are given by
"
Z 2π
dθ Tot
e
2a4 t4 ∆2
Ωv,± (~q) ≈ −
2
(2π)
~µB (4a t2 q 2 + ∆2 )5/2
0
#

p
2a4 t4 ∆2 4a2 t2 q 2 + ∆2 + ∆ 4a2 t2 q 2 + ∆2
±t⊥
4
(4a2 t2 q 2 + ∆2 )
(29)
for the valence band and
"
Z 2π
2a4 t4 ∆2
e
dθ Tot
−
Ωc,± (~q) ≈ −
2
(2π)
~µB
(4a t2 q 2 + ∆2 )5/2
0

#
p
2a4 t4 ∆2 4a2 t2 q 2 + ∆2 − ∆ 4a2 t2 q 2 + ∆2
±t⊥
4
(4a2 t2 q 2 + ∆2 )
(30)

As done before, we use this operator together with the
corrected energies [Eqs. (10, 11, 12)] and eigenstates [Eq.
(9)] to compute the orbital-weighted Berry curvatures,
ΩTot
q ). After performing the integral over azimuthal
c(v),± (~
angle and doing the expansion in linear order on t⊥ /∆,

for the conduction band. Again, we evaluate the radial
integration assuming q → ∞ in the lower limit of integral
and find the OHC,
X

Tot
Tot
Tot
σOH
(Ef ) =
σv,ν
(Ef ) + σc,ν
(Ef ) .
(31)
ν=±

Tot
The contribution of valence band σv,±
is then

Tot
σv,±
(Ef ) = gs



2

e
2π~µB

"

2 2

a t ∆
6

2
4a2 t2 qv,±

2

+ ∆2

3/2

q
#

2
+ ∆2
∆2 a2 t2 4∆ + 5 4a2 t2 qv,±
± t⊥
,
5/2
2
40 4a2 t2 qv,±
+ ∆2

Tot
(Ef ), is
and the contribution of conduction band, given by σc,±
"


e2
a2 t2 ∆2
a2 t2
Tot
σc,± (Ef ) = gs
+
−
3/2
2
2π~µB
6∆
6 4a2 t2 qc,±
+ ∆2

#
q
4
2
2
a2 t2 ∆5 + 4a4 t4 qc,±
4a2 t2 qc,±
+ ∆2
+ 2a2 t2 qc,±
∆2 − ∆4
∓t⊥
.
5/2
2
10∆2 4a2 t2 qc,±
+ ∆2

(32)

(33)

The Fermi momenta qv(c),± are given by Eq. (22). Again, we have included the spin-degeneracy gs = 2.

In Fig. 2, we show the orbital Hall conductivities of
Eqs. (31, 32, 33) as a function of Fermi energy, using the
parameters of the bilayer MoS2 . Similar to calculations
using the intra-atomic approximation for the OAM operator here, we also obtain an OHC plateau when the Fermi
energy lies inside the insulating gap. Nevertheless, in the
case of an OAM operator described by orbital magnetic
moments of Bloch states, the height of the OHC plateau
is not quantized and assumes the value


2a2 t2
2e2
4 µ∗B  e 
σ Tot
=
=
.
(34)
OH
3∆
2π~µB
3 µB 2π
As obtained in Ref. [55] for the gapped graphene mono-

layer, the height of OHC of 2H-TMDs within this method
scales with 1/∆. Generically speaking, we can understand this behavior of OHE with the inverse of bandgap
as a reminiscent effect of the geometry of Bloch bands
encoded in the orbital magnetic moment description of
the OAM operator. It is easy to note that, for small
bandgaps, m0 (q) in the Eq. (25) is a representation of
the Dirac-delta function, lim→0 = /(x2 + 2 ) = πδ(x).
This diverging behavior propagates after q-integration
up to the result of the Eq. (34). It is worth mentioning that limit of vanishing bandgap makes sense only for
graphene, which is a gapless material in a pristine situation. It is possible to induce controllable bandgaps
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in graphene by proximity to distinct materials [81–83].
In the case of the bilayer of 2H-TMD, the bandgap is
intrinsic to the band structure of the material [Fig. 1
(c)]. For this reason, ∆ cannot be seen as a free parameter in the context of the present work, assuming a fixed
value obtained by fitting density functional calculations.
In the second equality of Eq. (34), we used the atomic
and renormalized Bohr magnetons defined previously to
write the height of the OHC plateau in a more transparent expression. The atomic Bohr magneton (µB ) depends on fundamental constants while the renormalized
Bohr magneton (µ∗B ) depends on the specific band structure of a given material. In the case of massive Dirac
fermions, µ∗B has the dependence with 1/∆. Substituting in Eq. (34) the parameters a = 3.160Å, t = 1.137eV
and ∆ = 1.766eV of the bilayer of 2H-MoS2 presented in
Sec. II, we obtain the result σ Tot
OH ≈ 2.52 (e/2π).

transport of OAM in the bilayer of 2H-TMD in terms of
the valley Hall effect of individual layers [84]. For any
infinitesimally small but finite interlayer hopping t⊥ , the
states of individual layers combine to form the bonding
and antibonding superpositions , as seen in Eq. (9) [85].
These states have no intrinsic magnetic moment, a consequence of the inversion symmetry of bilayer 2H-TMD
[see Fig. 1 (a)]. Nevertheless, the OHE is possible if one
uses the non-Abelian structure of the orbital magnetic
moment to describe the OAM operator, as we detail in
appendix A, leading to the results presented in Sec. III C.
The non-Abelian structure of the magnetic moment operator emerges for nearly degenerate bands [73] [Fig. 1
(c)] and it is essential for the understanding of the OHE
in unbiased bilayer TMDs.

IV. EFFECT OF THE
POTENTIAL-ASYMMETRY BETWEEN LAYERS
D.

Discussion

Here, we discuss some of the physical consequences of
the results derived in the previous two subsections, giving special attention to Eqs. (23) and (34). Despite the
quantitative difference in height of the OHC plateaus,
both formalisms for OAM discussed above predict the
existence of finite OHE inside the insulating gap of unbiased bilayers of 2H-TMDs. This qualitative agreement
between the OHC obtained via usual intra-atomic approximation [Eq. (23)] and the OHC computed via orbital magnetic moment description of OAM [Eq. (34)]
should be considered one of the main messages of this
work. Previous works interpreted the transport of OAM
in TMDs in terms of the valley Hall effect, assuming that
it also generates transport of magnetic moment, once we
can associate a magnetic moment with inverted signals
to the inequivalent valleys [56]. This picture may explain
the experimental results in noncentrosymmetric systems
such as monolayer TMDs and gapped graphene. On the
other hand, this interpretation led previous works to assume that centrosymmetric systems, such as unbiased
bilayer TMDs, should not exhibit transport of OAM [42–
44]. This assumption follows from the absence of orbital
magnetic moment in Bloch-states of materials that preserve both time-reversal and spatial inversion symmetries
[see the discussion in Appendix A]. Experimental works
attributed the observed signal of OAM transport in unbiased bilayer TMDs to a break of spatial inversion symmetry induced by the substrate [42–44]. This argument was
used even in situations where the material of substrate
(h-BN) should not interact significantly with the bilayer
of 2H-TMD [45]. In addition, the valley Hall effect has
some inherent conceptual problems, such as the need of
an artificial separation of the BZ [55]. The results of Eqs.
(23) and (34) above show that the transport OAM can
occur in centrosymmetric bilayers of 2H-TMDs, as anticipated in Ref. [39] by using intra-atomic approximation.
It is worth mentioning that we cannot understand the

To go further in the comparison between qualitative
predictions of OHE using intra-atomic approximation
and orbital magnetic moment description of OAM operator, we include a spatial-inversion symmetry breaking
term in the Hamiltonian. This is achieved by including a
term that mimics the effect of the gate voltage (bias) used
in experiments. Non-perturbative numerical calculations
in intra-atomic approximation show that the inclusion of
a gate bias does not affect the height of the OHC plateau
[39]. Here, we use perturbation theory to test the effect
of gate voltage in OHE using both descriptions of the
OAM operator studied in this work. The calculations
are analogous to those described in the previous section,
so we only present the main results.

A.

Perturbation theory for biased bilayer of
2H-TMD

We include the gate voltage term in the unperturbed
Hamiltonian,


∆ + U γ+
0
0
+U
0
0 
 γ
H0U (~q) =  −
.
0
0 ∆ − U γ− 
0
0
γ+ −U

(35)

The finite gate voltage (U 6= 0) breaks the inversion symmetry [Fig. 1 (a)] of the bilayer system, generating a bias
between the individual layers. We still consider the interlayer hopping term [Eq. (3)] as a perturbation. But, contrary to the case of unbiased bilayer of 2H-TMD where
the interlayer hopping plays an essential role, for the case
of the biased bilayer, the interlayer hopping does not generate corrections in the first order on t⊥ . Diagonalizing
the Hamiltonian of Eq. (35), we obtain the energy dis-
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persions

p
1
∆ ± 2U − ∆2 + 4a2 t2 q 2 , (36)
2

p
1
0,U
c,1(2) (q) =
∆ ± 2U + ∆2 + 4a2 t2 q 2 . (37)
2

0,U
v,1(2) (q) =

These solutions correspond to a hard shift +U (−U ) in
the energy of layer 1(2) of the unbiased bilayer [Eqs.
(4)]. The unperturbed eigenstates are not affected by
the gate potential and we obtain the same eigenvectors
U
of Eqs. (5, 6, 7, 8), i.e., ψ1(2),τ,v(c)
i = ψ1(2),τ,v(c) i.
The energy spectrum of Eqs. (36, 37) is non-degenerate
for finite U . So, to include the effects of the interlayer hopping term [Eq. (3)], we can apply the nondegenerate perturbation theory. Computing the correction on energy, we found that the interlayer hopping does
not affect the spectra in first-order perturbation theory,
U
U
H1 ψ1(2),τ,v(c)
i = 0.
hψ1(2),τ,v(c)

B.

OHE in biased bilayer TMD

Following the same steps of Sec. III, we can obtain
analytical expressions for the OHC in terms of the Fermi
momenta. The Fermi momenta for biased bilayer are
given by
p
p
Ef ± U Ef ± U − ∆
U
qv,1(2) = −
, (forEf ∈ VB) ,
at
(38)
p
p
Ef ± U Ef ± U − ∆
U
qc,1(2)
=+
. (forEf ∈ CB) ,
at
(39)
Ef ∈ VB(CB) means that the equation holds for Ef
crossing the respective state of the valence (conduction)
band and is zero otherwise. Fig. 3 (c) shows the Fermi
momenta of Eqs. (38, 39) as a function of the Fermi
energy for a finite value of the gate voltage. The OAM
operator in the intra-atomic approximation for biased bilayer of 2H-TMDs remains the same as the unbiased case
[Eq. (15)]. Repeating the steps of Sec. III B, we obtain
the orbital Hall conductivity given by
i
X h U,Intra
U,Intra
U,Intra
σOH
(Ef ) =
σv,l
(Ef ) + σc,l
(Ef ) (, 40)
l=1,2

where,




e 
∆
,
q
(41)
2
2π
U
4 atqv,1(2) + ∆2


e
∆
U,Intra
1 − q
.
σc,1(2)
(Ef ) = −gs
2
2π
U
2
+∆
4 atq
U,Intra
σv,1(2)
(Ef ) = gs

c,1(2)

(42)

Figure 3. The effect of inversion symmetry-breaking gate potential in OHC computed using intra-atomic approximation
[Eqs. (40), (41), and (42)] (a) and Bloch state orbital magnetic moment description of OAM [Eqs. (43), (44), and (45)]
(b). (c) Fermi-momentum [Eqs. (38, 39)], as a function of
Fermi-energy, for the valence and conduction band states in
bilayer of 2H-MoS2 with an gate voltage bias U = 0.2eV. In
panel (c), a = 3.160 Å and t = 1.137 eV [see Sec. II].

In Fig. 3 (a), we show these orbital Hall conductivities as a function of the Fermi energy for different gate
voltages. For biased bilayers, contrary to the unbiased
case, we can apply the usual formula for nondegenerate bands [Eq. (A1)] described in the appendix A 1 to
compute the orbital magnetic moment operator. We
obtain the orbital magnetic moment on TB basis βtb ,
m̂U
tb (q) = τ m0 (q)diag (1, 1, −1, −1). The OAM operator
ot
reads, LU,T
(q) = (−~/µB )m̂U
z
tb (q), having the same form
as the one obtained in the unbiased case. After following
similar steps described in Sec. III C, we obtain the OHC
in the orbital magnetic moment description,
U,Tot
σOH
(Ef ) =

Xh
l=1,2

i
U,Tot
U,Tot
σv,l
(Ef ) + σc,l
(Ef ) , (43)
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where,
U,Tot
σv,1(2)
(Ef ) = gs




e2
2π~µB




2 2

2

a t ∆


 
3/2  ,

2
U
+ ∆2
6 4 atqv,1(2)


e2
U,Tot
σc,1(2)
(Ef ) = gs
2π~µB

2 2

 a t
+
−
6∆

2 2



a t ∆
2
U

6 4 atqc,1(2)

(44)



2

+ ∆2


3/2  . (45)

Fig. 3 (b) shows the orbital Hall conductivities with the
orbital magnetic moment description for three values of
gate voltage. Comparing the plots of panels (a) and (b)
of Fig. 3, we conclude that the effects of a finite gate
bias on OHC predicted by intra-atomic approximation
and by Bloch state orbital magnetic moment description
of OAM qualitatively agree. Particularly the height of
the OHC plateau is not affected by the intensity of the
gate potential [39].
Generically speaking, the spatial inversion asymmetry
caused by gate bias can induce an orbital-Rashba coupling in bilayer systems [16, 54]. This effect can lead
to the appearance of orbital textures that can be observed with photoemission spectroscopy techniques [34–
36, 86, 87] and may affect the transport of OAM [31, 32].
The intensity of the orbital-Rashba effect depends on
the inter-orbital hybridization between nearest neighbors
atoms. In the supplementary material of Ref. [39], the
effect of gate bias in the intra-atomic approximation is
considered using a tight-binding model that includes the
complete orbital structure of chalcogen and the transition
metal of the MoS2 . The results obtained using this model
agrees with the one obtained using the Mo (d)-orbital
low-energy model used here, suggesting that, for MoS2 ,
the orbital-Rashba effect induced by gate voltage is weak.
For other compounds of TMD family, the orbital-Rashba
effect may be relevant and modifies the height of the orbital Hall plateau. Unless the energy scale of the orbitalRashba effect reaches the energy scale of the insulating
gap of the compound, we would not expect the vanishing
of the orbital Hall plateau discussed here [88]. This point
is beyond the scope of the present paper. Nonetheless,
this is an interesting possibility to be explored in future
works.

V.

FINAL REMARKS AND CONCLUSIONS

To summarize, we presented a detailed study of the orbital Hall effect in bilayer TMDs with 2H stacking. We
took into account the effect of interlayer hopping t⊥ using first-order perturbation theory. This allowed us to
obtain analytical expressions for the orbital Hall conduc-

tivity as a function of Fermi energy, corrected up to linear order in t⊥ /∆. We then compared the results of the
orbital Hall conductivity given by two different descriptions of the orbital angular momentum operator. The
first one is the well known intra-atomic approximation
that takes into account only the intrasite contribution of
the wave function. The second approach describes the
orbital angular momentum operator in terms of the intrinsic orbital magnetic moment of the Bloch states. This
approach includes the contributions coming from intersite and intrasite parts of the electronic wave function
[64, 65]. We found that, despite a natural quantitative
discrepancy, both methods agree on their qualitative predictions. Particularly, they agree in predicting a plateau
of orbital Hall conductivity inside the insulating gap of
the bilayer TMD that is robust against a gate voltage
that breaks inversion symmetry. As we detailed in the
main text, taking into account the interlayer hopping t⊥
on the bilayer Hamiltonian is essential to understand the
orbital Hall effect in the unbiased bilayer TMD. If one
makes t⊥ = 0 in Eq. (1), the Hilbert spaces of the individual layers become decoupled and the orbital Hall
conductivity of the bilayer is exactly twice of monolayers. When t⊥ 6= 0, no matter how small it is, the wave
functions of bilayer change dramatically, becoming superpositions of wave functions in the two layers. The
form of the orbital magnetic moment also changes dramatically, going from diagonal to the off-diagonal matrix
elements in the non-Abelian description [see Appendix
A 2]. Numerically, the corrections of terms proportional
to t⊥ in the final expressions of orbital Hall conductivity
[Eqs. (19,20, 21) and Eqs. (31, 32, 33)] are indeed small.
The importance of interlayer hopping in the description
of the orbital Hall effect in bilayers of 2H-TMDs is from
the conceptual perspective. Once it is finite and cannot be turned off in the bilayer, the Hilbert space of the
layers becomes connected (see Ref. [42]). In this situation, due to the spatial-inversion symmetry of the bilayer,
the non-Abelian nature of the orbital magnetic moment
operator turns out to be essential to the appearance of
finite orbital Hall conductivity. If one does not consider
the non-Abelian structure of the orbital magnetic moment operator, the orbital Hall effect [for t⊥ 6= 0 in Eq.
(1)] within this approach is enforced to vanish by symmetry constraints in its diagonal elements [Eq. (A3)].
The non-Abelian description of orbital angular momentum in bilayers of 2H-TMDs was neglected in previous
experimental works that assumed the absence of orbital
angular moment transport in unbiased system [42–45].
In intra-atomic approximation, this issue does not occur and a finite orbital Hall effect naturally appears, as
shown in Ref. [39].
The orbital magnetic moment of Bloch states we used
to define the orbital angular momentum current can be
related with self-rotation of electronic wave-packet or
Wannier function [47, 48, 65]. The accumulation of this
self-rotation contribution generated by the orbital Hall
effect could, in principle, be measured by magnetic cir-
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cular dichroism [65]. Once the approach based on Bloch
states orbital magnetic moment contains contributions
coming from both intrasite and intersite parts of wave
functions, it should be directly compared with intraatomic approximation. It is well known that the accuracy of the intra-atomic approximation is highly dependent on the specificities of the material [51–53]. In our
work, we use the low-energy model for bilayers of 2HTMDs elaborated in Refs. [58, 60]. These references construct this low-energy Hamiltonian from a tight-binding
model with parameters adjusted to fit density functional
calculations. One can construct this low-energy Hamiltonian of TMDs from calculations using maximally localized Wannier functions which present an accurate description of the orbital angular momentum of material
[63]. With this construction, the information on orbital
angular momentum is encoded in the band structure and
the wave function and reflected in the low-energy Hamiltonian when expanded near valleys of the Brillouin zone.
Without this, the compatibility between methods is not
guaranteed.
The key results of our work are the Eqs. (23) and (34)
and the insulating orbital Hall conductivity plateaus of
the Figs. 2 and 3. The analytical expressions derived
here for orbital conductivity in metallic regimes (Fermi
energy crossing electronic bands) may help to understand
some experimental results in clean samples but are, in
general, subject to the effects of the disorder [89–91]. On
the other hand, the effect of disorder should not affect the
transport of orbital angular momentum when the Fermi
energy lies inside the insulating gap [31]. Finally, we mention that the theoretical analysis exposed in this work
suggests the orbital Hall effect as a more appropriate description of the transport of orbital angular momentum
in bilayers TMDs [39, 55], in contrast to previous literature based on the valley Hall effect. Our results also
show that the orbital Hall effect cannot be seen as a hidden valley Hall effect, as done in Ref. [84], due to the
finite interlayer hopping in the bilayer system [85]. Our
results may also give new insights on previous experimental results on valley Hall effect on TMDs and motivate
new experiments focused on the characterization of the
orbital Hall effect in these systems.
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Appendix A: The orbital magnetic moment of
Bloch-states
1.

General theory

As we mentioned in the main text, Bloch electrons may
carry an intrinsic orbital magnetic moment. It is also
known as valley magnetic moment in the literature of 2D
materials. Here, we review the theory of intrinsic orbital
magnetic moment of Bloch bands developed on Refs. [71–
75]. More recently, this theory found connection with the
so-called modern theory of orbital magnetization based
on the framework of the Berry phase formalism [46–50].
Here we focus on 2D systems but, the extension to higher
dimensions follows straightforwardly. We treat the cases
of nondegenerate [71, 72] and nearly-degenerate [73–75]
Bloch bands separately.

a.

Nondegenerate band

First, we consider the case of a nondegenerate band n
with dispersion relation En,~k and, periodic part of Bloch
function un,~k i. The intrinsic orbital magnetic moment
of this Bloch band is given by,


e
mz (~k) = −i h∇~k un,~k × Ĥ(~k) − En,~k 1̂ ∇~k un,~k i,
2~
(A1)
where, ∇~k = ∂kx x̂ + ∂ky ŷ. This orbital magnetic moment transforms under time-reversal symmetry like, T :
mz (~k) → −mz (−~k). The transformation over spatialinversion symmetry is, I : mz (~k) → +mz (−~k). Therefore, in systems that preserve, simultaneously, the timereversal and the spatial inversion symmetries, Eq. (A1)
gives mz (~k) → 0. To obtain a finite orbital magnetic moment from Eq. (A1) is necessary to break spatial inversion or time-reversal symmetry. This occurs in monolayers of H-TMDs in which the spatial-inversion symmetry
is absent, and Eq. (A1) result in τ m0 (q), where m0 (q)
was defined in sec. III C. In the case of the bilayer of
2H-TMD, the spatial-inversion symmetry is restored [see
Fig. 1 (a)] and, Eq. (A1) gives mz (~k) → 0 for any finite
value of interlayer hopping t⊥ . In this case, due to the
nearly degenerate band structure of the bilayer, the use
of the matrix form of orbital magnetic moment operator
discussed below become necessary.

b.

Nearly degenerate bands

Now, we follow Refs. [73–75] and consider the case of
a set of N Bloch states un,~k i with very close energies
En,~k , where n = 1, 2, ..., N . The matrix-element of the
magnetic-moment operator between two states un,~k i and
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um,~k i in this nearly-degenerate subspace is,
mzn,m (~k) =

 

En,~k + Em,~k
e
~
−i h∇~k un,~k × Ĥ(k) −
1̂ ∇~k um,~k i
2~
2
(A2)
The diagonal elements (m = n) reduce to Eq. (A1),
obeying the same constraints imposed by spatial inversion and time-reversal symmetries. For nearly degenerate bands, the orbital magnetic moment acquires
a non-Abelian structure [73], being described by a N dimensional matrix,


mz1,1 (~k) mz1,2 (~k) . . . mz1,N (~k)

 z ~
 m2,1 (k) mz2,2 (~k) . . . mz2,N (~k) 
z ~
 , (A3)

m̂ (k) = 
..
..
..
..

.


.
.
.
z
z
z
~
~
~
mN,1 (k) mN,2 (k) . . . mN,N (k)
where the matrix is written on the basis of Bloch eigenstates βu = {u1 ; u2 ; ...; uN }. In contrast to the diagonal matrix elements, the non-diagonal elements of Eq.
(A3) are not constrained by symmetries discussed earlier. They can be nonzero even in systems that preserve
both spatial-inversion and time-reversal symmetry. The
condition of validity of the formalism used to derive Eq.
(A3) is the absence of transitions, induced by perturbing
fields, out of the N -dimensional manifold under consideration [73]. This translates into the necessity for the
nearly-degenerate manifold u1..N,~k i to be energetically
isolated from other bands. In what follows, we apply
this formalism to the specific case of bilayer of 2H-TMD.
The huge bandgap of the bilayer [see Fig. 1] forbids the
transitions between conduction and valence bands. This
allows the application of the Eq. (A3) separately to the
valence and conduction subspaces.
2.

Application to unbiased bilayer of 2H-TMD

We now apply the theory of orbital magnetic moment
of Bloch states for nearly degenerate bands [Eqs. (A2,
A3)] to the unbiased bilayer of 2H-TMD discussed in
Sec. III C of the main text. For this purpose, we use
the states of Eq.(9) and corrected energies of Eqs.(10,
11, 12) given by perturbation theory and the Hamiltonian of Eq. (1) with λ → 0. Due to the large band-gap
separating the valence and conduction bands in the unbiased bilayers of 2H-TMDs, we can apply Eqs. (A2,
A3) for these subspaces independently. on the basis
βΦ = {Φ−,v ; Φ+,v ; Φ−,c ; Φ+,c } of states given by perturbation theory [Eq. (9)], the magnetic moment matrix
assumes a block-diagonal form,
 z

m̂v (q) 0̂2×2
z
m̂Φ (q) =
,
(A4)
0̂2×2 m̂zc (q)
where, 0̂2×2 is a 2 × 2 null matrix, and m̂zv (q), m̂zc (q) are
the matrices computed in the subspace of valence and

conduction states, respectively. Applying Eq. (A2), we
obtain,


0
m0 (q)
z
z
m̂v (q) = m̂c (q) = τ
,
(A5)
m0 (q)
0
where m0 (q) is given by Eq. (25). Contrary to the monolayer case, the bilayer of 2H-TMD possesses an inversion
symmetry point I in interlayer space [See Fig. 1 (a)].
It also preserves the time-reversal symmetry T . Therefore, for any small amount of interlayer hopping t⊥ , the
states of individual layers combine in the bonding and
antibonding superpositions of Eq. (9), making the diagonal elements of the magnetic-moment matrix go to
zero. It is possible to use a pictorial view, making use of
projection operators, to interpret the vanishing of diagonal elements of the matrix of Eqs. (A4, A5) in terms of
the magnetic moment of monolayers with inverted signs.
But, we cannot attribute a finite magnetic moment to
eigenstates of the unbiased bilayer of 2H-TMD. The zero
diagonal matrix elements of Eqs. (A4, A5) made previous works conclude that no magnetic moment flows in
unbiased bilayers of 2H-TMDs [42–45]. As is discussed
in the main text, one of the conclusions of this work is
that the flow of magnetic moments is possible [39] and,
in this formalism, has its origins in off-diagonal matrix
elements in Eqs. (A4, A5). In addition, as anticipated
in Ref. [85], the transport of magnetic moment in unbiased bilayer 2H-TMD cannot be understood in terms
of the individual layers [84], being necessary to employ
the scheme based on OHE introduced in Ref. [55] together with the non-Abelian structure of the magnetic
moment matrix [Eqs. (A3, A4, A5)]. Finally, to use this
operator in the formula of Eqs. (13, 14) for OHC, it is
necessary to perform a unitary transformation to change
the magnetic moment matrix from basis βΦ [Eq. (A4)]
to tight-binding basis βtb . After this, we obtain equation
(24) of the main text. Introducing a constant to convert
the magnetic-moment to the unity of OAM, we obtain
the OAM operator in the orbital magnetic moment description Eq. (27). To close this appendix, we make
a brief technical comment. If one insists on calculating
the matrix elements that connect valence and conduction
bands, substituting them on off-diagonal blocks 0̂2×2 of
the matrix of Eq. (A4), the results for OHC [Eqs. (31,
32, 33)] would not change. All the terms that emerge
from these contributions vanish after integral over azimuthal angle [Eqs.(29, 30)]. Nevertheless, we reinforce
that the non-Abelian structure of the magnetic moment
should consider only states inside the nearly degenerate
subspace [73].

Appendix B: Details on the calculation of orbital
currents

As we mentioned in the main text, one striking feature
of our work is the similarity of the matrix form of orbital
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currents [Eqs. (16, 28)] within the two approaches, despite the difference in its OAM operators [Eqs. (15, 27)].
To clarify this point, we derive here the orbital current
operators of Eqs. (16, 28). To this end, we define the
Pauli-matrices σ x,y,z associated with the d-orbital character of the wave function and the corresponding identity
matrix σ 0 . We also define the Pauli-matrices Σx,y,z related to the layer degree of freedom and its corresponding
identity Σ0 . With this, we write the OAM operators as

L̂Intra
= 2~τ
z



z

σ −σ
2

0



⊗ Σz ,

(B1)

and

L̂Tot
z


=

m0 (q)
µB

Bloch state orbital magnetic moment approach is

 " LTot ∝
vy ∝
z
at m0 (q)
z,Tot
z
}|
{ z
}|
{
Jy
=
2
µB
τ −σ 0 ⊗ Σz .(−σ y ) ⊗ Σz
#
LTot
∝
vy ∝
z
}|
{
z
}|
{z
+ (−σ y ) ⊗ Σz .τ −σ 0  ⊗ Σz


m0 (q)
τ Σ0 ⊗ σ y ,
(B3)
= at
µB
and, in the intra-atomic approximation
"
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vy ∝
z
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}|
{ z
}|
{
Jy
= at z
τ σ z − σ 0 /2 ⊗ Σz .(−σ y ) ⊗ Σz
#
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∝
vy ∝
z
}|
{
z
}|
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+ (−σ y ) ⊗ Σz .τ σ z − σ 0  /2 ⊗ Σz
= atτ Σ0 ⊗ [−σ z σ y /2 − σ y σ z /2 + σ y ]
= atτ Σ0 ⊗ σ y ,


~τ −σ

0



z

⊗Σ .

(B2)

(B4)

We obtain the velocity operator in the y-direction directly from the Hamiltonian of Eq.
(1): v̂y =
−(at)/(~)σ y ⊗ Σz . The Pauli-matrices have anticommuting properties {σ i , σ j } = 2δ i,j , and {Σi , Σj } = 2δ i,j ,
where δ i,j is the Kronecker delta. The orbital current in

where, in the second line, we used {σ z , σ y } = 0. In matrix representation, Eq. (B3) correspond to Eq. (28) and,
Eq. (B4) correspond to Eq. (16). The matrix structure
of orbital currents within the two approaches is proportional to τ Σ0 ⊗ σ y . The difference between the two expressions for the OAM [Eqs. (B1, B2)] is proportional to
Σz ⊗ σ z , which does not contribute to the orbital current
operator because it anticommutes with the y-component
of velocity.

[1] B. A. Bernevig, T. L. Hughes, and S.-C. Zhang, Orbitronics: The intrinsic orbital current in p-doped silicon,
Phys. Rev. Lett. 95, 066601 (2005).
[2] H. Kontani, T. Tanaka, D. S. Hirashima, K. Yamada, and
J. Inoue, Giant intrinsic spin and orbital hall effects in
sr2 mo4 (m = Ru, rh, mo), Phys. Rev. Lett. 100, 096601
(2008).
[3] T. Tanaka, H. Kontani, M. Naito, T. Naito, D. S. Hirashima, K. Yamada, and J. Inoue, Intrinsic spin hall effect and orbital hall effect in 4d and 5d transition metals,
Phys. Rev. B 77, 165117 (2008).
[4] H. Kontani, T. Tanaka, D. S. Hirashima, K. Yamada, and
J. Inoue, Giant intrinsic spin and orbital hall effects in
sr2 mo4 (m = Ru, rh, mo), Phys. Rev. Lett. 100, 096601
(2008).
[5] D. Go, D. Jo, C. Kim, and H.-W. Lee, Intrinsic spin and
orbital hall effects from orbital texture, Phys. Rev. Lett.
121, 086602 (2018).
[6] D. Jo, D. Go, and H.-W. Lee, Gigantic intrinsic orbital
hall effects in weakly spin-orbit coupled metals, Phys.
Rev. B 98, 214405 (2018).
[7] I. Baek and H.-W. Lee, Negative intrinsic orbital hall
effect in group xiv materials, Phys. Rev. B 104, 245204
(2021).
[8] Z. C. Zheng, Q. X. Guo, D. Jo, D. Go, L. H. Wang, H. C.
Chen, W. Yin, X. M. Wang, G. H. Yu, W. He, H.-W. Lee,

J. Teng, and T. Zhu, Magnetization switching driven by
current-induced torque from weakly spin-orbit coupled
zr, Phys. Rev. Research 2, 013127 (2020).
S. Lee, M.-G. Kang, D. Go, D. Kim, J.-H. Kang, T. Lee,
G.-H. Lee, J. Kang, N. J. Lee, Y. Mokrousov, S. Kim, K.J. Kim, K.-J. Lee, and B.-G. Park, Efficient conversion of
orbital hall current to spin current for spin-orbit torque
switching, Commun. Phys. 4, 234 (2021).
D. Lee, D. Go, H.-J. Park, W. Jeong, H.-W. Ko, D. Yun,
D. Jo, S. Lee, G. Go, J. H. Oh, K.-J. Kim, B.-G. Park,
B.-C. Min, H. C. Koo, H.-W. Lee, O. Lee, and K.-J. Lee,
Orbital torque in magnetic bilayers, Nature Communications 12, 6710 (2021).
S. Ding, A. Ross, D. Go, L. Baldrati, Z. Ren, F. Freimuth,
S. Becker, F. Kammerbauer, J. Yang, G. Jakob,
Y. Mokrousov, and M. Kläui, Harnessing orbital-to-spin
conversion of interfacial orbital currents for efficient spinorbit torques, Phys. Rev. Lett. 125, 177201 (2020).
D. Go, F. Freimuth, J.-P. Hanke, F. Xue, O. Gomonay,
K.-J. Lee, S. Blügel, P. M. Haney, H.-W. Lee, and
Y. Mokrousov, Theory of current-induced angular momentum transfer dynamics in spin-orbit coupled systems,
Phys. Rev. Research 2, 033401 (2020).
Y.-G. Choi, D. Jo, K.-H. Ko, D. Go, K.-H. Kim, H. G.
Park, C. Kim, B.-C. Min, G.-M. Choi, and H.-W. Lee,
Observation of the orbital hall effect in a light metal ti

[9]

[10]

[11]

[12]

[13]

14
(2021), arXiv:arXiv: 2109.14847 [cond-mat.mes-hall].
[14] D. Go, D. Jo, H.-W. Lee, M. Kläui, and Y. Mokrousov,
Orbitronics: Orbital currents in solids, EPL 135, 37001
(2021).
[15] S. Park and B.-J. Yang, Phonon angular momentum hall
effect, Nano Letters 20, 7694 (2020), pMID: 32955897,
https://doi.org/10.1021/acs.nanolett.0c03220.
[16] D. Go, D. Jo, T. Gao, K. Ando, S. Blügel, H.-W. Lee, and
Y. Mokrousov, Orbital rashba effect in a surface-oxidized
cu film, Phys. Rev. B 103, L121113 (2021).
[17] S. Han, H.-W. Lee, and K.-W. Kim, Orbital dynamics in centrosymmetric systems (2021), arXiv:arXiv:
2112.04659 [cond-mat.mes-hall].
[18] F. Xue, V. Amin, and P. M. Haney, Imaging the valley
and orbital hall effect in monolayer mos2 , Phys. Rev. B
102, 161103 (2020).
[19] C. Xiao, H. Liu, J. Zhao, S. A. Yang, and Q. Niu, Thermoelectric generation of orbital magnetization in metals,
Phys. Rev. B 103, 045401 (2021).
[20] C. Xiao, Y. Ren, and B. Xiong, Adiabatically induced
orbital magnetization, Phys. Rev. B 103, 115432 (2021).
[21] V. o. T. Phong, Z. Addison, S. Ahn, H. Min, R. Agarwal, and E. J. Mele, Optically controlled orbitronics on a
triangular lattice, Phys. Rev. Lett. 123, 236403 (2019).
[22] I. V. Tokatly, Orbital momentum hall effect in p-doped
graphane, Phys. Rev. B 82, 161404 (2010).
[23] X. Mu, Y. Pan, and J. Zhou, Pure bulk orbital and spin
photocurrent in two-dimensional ferroelectric materials,
npj Comput Mater 7, 61 (2021).
[24] Y. Shi and J. Zhou, Coherence control of directional nonlinear photocurrent in spatially symmetric systems, Phys.
Rev. B 104, 155146 (2021).
[25] T. P. Cysne, F. S. M. Guimarães, L. M. Canonico, T. G.
Rappoport, and R. B. Muniz, Orbital magnetoelectric effect in zigzag nanoribbons of p-band systems, Phys. Rev.
B 104, 165403 (2021).
[26] S. Hayami, H. Kusunose, and Y. Motome, Spontaneous
parity breaking in spin-orbital coupled systems, Phys.
Rev. B 90, 081115 (2014).
[27] S. Hayami, H. Kusunose, and Y. Motome, Emergent spinvalley-orbital physics by spontaneous parity breaking, J.
Phys.: Condens. Matter 28, 395601 (2016).
[28] S. Hayami and H. Kusunose, Spin-orbital-momentum
locking under odd-parity magnetic quadrupole ordering,
Phys. Rev. B 104, 045117 (2021).
[29] B. T. Schaefer and K. C. Nowack, Electrically tunable
and reversible magnetoelectric coupling in strained bilayer graphene, Phys. Rev. B 103, 224426 (2021).
[30] L. M. Canonico, T. G. Rappoport, and R. B. Muniz, Spin
and charge transport of multiorbital quantum spin hall
insulators, Phys. Rev. Lett. 122, 196601 (2019).
[31] L. M. Canonico, T. P. Cysne, T. G. Rappoport, and
R. B. Muniz, Two-dimensional orbital hall insulators,
Phys. Rev. B 101, 075429 (2020).
[32] L. M. Canonico, T. P. Cysne, A. Molina-Sanchez, R. B.
Muniz, and T. G. Rappoport, Orbital hall insulating
phase in transition metal dichalcogenide monolayers,
Phys. Rev. B 101, 161409 (2020).
[33] F. Crasto de Lima, G. J. Ferreira, and R. H.
Miwa,
Orbital
pseudospin-momentum
locking in two-dimensional chiral borophene, Nano
Letters
19,
6564
(2019),
pMID:
31424949,
https://doi.org/10.1021/acs.nanolett.9b02802.

[34] S. Beaulieu, J. Schusser, S. Dong, M. Schüler, T. Pincelli,
M. Dendzik, J. Maklar, A. Neef, H. Ebert, K. Hricovini,
M. Wolf, J. Braun, L. Rettig, J. Minár, and R. Ernstorfer,
Revealing hidden orbital pseudospin texture with timereversal dichroism in photoelectron angular distributions,
Phys. Rev. Lett. 125, 216404 (2020).
[35] S. Beaulieu, M. Schüler, J. Schusser, S. Dong, T. Pincelli, J. Maklar, A. Neef, F. Reinert, M. Wolf, L. Rettig,
J. Minár, and R. Ernstorfer, Unveiling the orbital texture of 1t-TiTe2 using intrinsic linear dichroism in multidimensional photoemission spectroscopy, npj Quantum
Materials 6, 93 (2021).
[36] M. Schüler, T. Pincelli, S. Dong, T. P. Devereaux, M. Wolf, L. Rettig, R. Ernstorfer, and
S. Beaulieu, Polarization-modulated angle-resolved photoemission spectroscopy: Toward circular dichroism
without circular photons and bloch wave-function reconstruction, Phys. Rev. X 12, 011019 (2022).
[37] S. Bhowal and S. Satpathy, Intrinsic orbital and spin
hall effects in monolayer transition metal dichalcogenides,
Phys. Rev. B 102, 035409 (2020).
[38] S. Bhowal and S. Satpathy, Intrinsic orbital moment
and prediction of a large orbital hall effect in twodimensional transition metal dichalcogenides, Phys. Rev.
B 101, 121112 (2020).
[39] T. P. Cysne, M. Costa, L. M. Canonico, M. B. Nardelli,
R. B. Muniz, and T. G. Rappoport, Disentangling orbital and valley hall effects in bilayers of transition metal
dichalcogenides, Phys. Rev. Lett. 126, 056601 (2021).
[40] E. Ridolfi, L. R. F. Lima, E. R. Mucciolo, and C. H.
Lewenkopf, Electronic transport in disordered mos2
nanoribbons, Phys. Rev. B 95, 035430 (2017).
[41] H. Rostami, R. Asgari, and F. Guinea, Edge modes in
zigzag and armchair ribbons of monolayer MoS2, Journal
of Physics: Condensed Matter 28, 495001 (2016).
[42] K. F. Mak, D. Xiao, and J. Shan, Light–valley interactions in 2d semiconductors., Nature Photon 12, 451–460
(2018).
[43] X. Xu, W. Yao, D. Xiao, and T. F. Heinz, Spin and
pseudospins in layered transition metal dichalcogenides,
Nature Physics 10, 343 (2014).
[44] S. Wu, J. S. Ross, G.-B. Liu, G. Aivazian, A. Jones,
Z. Fei, W. Zhu, D. Xiao, W. Yao, D. Cobden, and et al.,
Electrical tuning of valley magnetic moment through
symmetry control in bilayer mos2, Nature Physics 9,
149–153 (2013).
[45] Z. Wu, B. T. Zhou, X. Cai, P. Cheung, G.-B. Liu,
M. Huang, J. Lin, T. Han, L. An, Y. Wang, S. Xu,
G. Long, C. Cheng, K. T. Law, F. Zhang, and N. Wang,
Intrinsic valley hall transport in atomically thin MoS2,
Nature Communications 10, 611 (2019).
[46] T. Thonhauser, D. Ceresoli, D. Vanderbilt, and R. Resta,
Orbital magnetization in periodic insulators, Phys. Rev.
Lett. 95, 137205 (2005).
[47] D. Xiao, J. Shi, and Q. Niu, Berry phase correction to
electron density of states in solids, Phys. Rev. Lett. 95,
137204 (2005).
[48] J. Shi, G. Vignale, D. Xiao, and Q. Niu, Quantum theory
of orbital magnetization and its generalization to interacting systems, Phys. Rev. Lett. 99, 197202 (2007).
[49] D. Ceresoli, T. Thonhauser, D. Vanderbilt, and R. Resta,
Orbital magnetization in crystalline solids: Multi-band
insulators, chern insulators, and metals, Phys. Rev. B
74, 024408 (2006).

15
[50] D. Vanderbilt, Berry Phases in Electronic Structure
Theory: Electric Polarization, Orbital Magnetization
and Topological Insulators (Cambridge University Press,
2018) www.cambridge.org/9781107157651.
[51] D. Ceresoli, U. Gerstmann, A. P. Seitsonen, and
F. Mauri, First-principles theory of orbital magnetization, Phys. Rev. B 81, 060409 (2010).
[52] S. A. Nikolaev and I. V. Solovyev, Orbital magnetization
of insulating perovskite transition-metal oxides with a net
ferromagnetic moment in the ground state, Phys. Rev. B
89, 064428 (2014).
[53] J.-P. Hanke, F. Freimuth, A. K. Nandy, H. Zhang,
S. Blügel, and Y. Mokrousov, Role of berry phase theory
for describing orbital magnetism: From magnetic heterostructures to topological orbital ferromagnets, Phys.
Rev. B 94, 121114 (2016).
[54] D. Go, J.-P. Hanke, P. M. Buhl, F. Freimuth,
G. Bihlmayer, H.-W. Lee, Y. Mokrousov, and S. Blügel,
Toward surface orbitronics: giant orbital magnetism from
the orbital rashba effect at the surface of sp-metals, Scientific Reports 7, 46742 (2017).
[55] S. Bhowal and G. Vignale, Orbital hall effect as an alternative to valley hall effect in gapped graphene, Phys.
Rev. B 103, 195309 (2021).
[56] D. Xiao, W. Yao, and Q. Niu, Valley-contrasting physics
in graphene: Magnetic moment and topological transport, Phys. Rev. Lett. 99, 236809 (2007).
[57] A. Kormányos, V. Zólyomi, V. I. Fal’ko, and G. Burkard,
Tunable berry curvature and valley and spin hall effect
in bilayer mos2 , Phys. Rev. B 98, 035408 (2018).
[58] Z. Gong, G.-B. Liu, H. Yu, D. Xiao, X. Cui, X. Xu,
and W. Yao, Magnetoelectric effects and valley-controlled
spin quantum gates in transition metal dichalcogenide bilayers, Nature Communications 4, 10.1038/ncomms3053
(2013).
[59] D. Xiao, G.-B. Liu, W. Feng, X. Xu, and W. Yao, Coupled spin and valley physics in monolayers of mos2 and
other group-vi dichalcogenides, Phys. Rev. Lett. 108,
196802 (2012).
[60] G.-B. Liu, W.-Y. Shan, Y. Yao, W. Yao, and D. Xiao,
Three-band tight-binding model for monolayers of groupvib transition metal dichalcogenides, Phys. Rev. B 88,
085433 (2013).
[61] D. Möckli and M. Khodas, Robust parity-mixed superconductivity in disordered monolayer transition metal
dichalcogenides, Phys. Rev. B 98, 144518 (2018).
[62] C. M. Gilardoni, F. Hendriks, C. H. van der Wal, and
M. H. D. Guimarães, Symmetry and control of spinscattering processes in two-dimensional transition metal
dichalcogenides, Phys. Rev. B 103, 115410 (2021).
[63] S. Fang, R. Kuate Defo, S. N. Shirodkar, S. Lieu, G. A.
Tritsaris, and E. Kaxiras, Ab initio tight-binding hamiltonian for transition metal dichalcogenides, Phys. Rev. B
92, 205108 (2015).
[64] T. Yoda, T. Yokoyama, and S. Murakami, Orbital edelstein effect as a condensed-matter analog of
solenoids, Nano Letters 18, 916 (2018), pMID: 29373028,
https://doi.org/10.1021/acs.nanolett.7b04300.
[65] I. Souza and D. Vanderbilt, Dichroic f -sum rule and
the orbital magnetization of crystals, Phys. Rev. B 77,
054438 (2008).
[66] H. Rostami, A. G. Moghaddam, and R. Asgari, Effective
lattice hamiltonian for monolayer mos2 : Tailoring electronic structure with perpendicular electric and magnetic

fields, Phys. Rev. B 88, 085440 (2013).
[67] A. Kormányos, V. Zólyomi, N. D. Drummond, P. Rakyta,
G. Burkard, and V. I. Fal’ko, Monolayer mos2 : Trigonal warping, the Γ valley, and spin-orbit coupling effects,
Phys. Rev. B 88, 045416 (2013).
[68] E. Prodan, Robustness of the spin-chern number, Phys.
Rev. B 80, 125327 (2009).
[69] Y. Yang, Z. Xu, L. Sheng, B. Wang, D. Y. Xing, and
D. N. Sheng, Time-reversal-symmetry-broken quantum
spin hall effect, Phys. Rev. Lett. 107, 066602 (2011).
[70] D. N. Sheng, Z. Y. Weng, L. Sheng, and F. D. M. Haldane, Quantum spin-hall effect and topologically invariant chern numbers, Phys. Rev. Lett. 97, 036808 (2006).
[71] W. Kohn, Theory of bloch electrons in a magnetic field:
The effective hamiltonian, Phys. Rev. 115, 1460 (1959).
[72] M.-C. Chang and Q. Niu, Berry phase, hyperorbits, and
the hofstadter spectrum: Semiclassical dynamics in magnetic bloch bands, Phys. Rev. B 53, 7010 (1996).
[73] D. Culcer, Y. Yao, and Q. Niu, Coherent wave-packet
evolution in coupled bands, Phys. Rev. B 72, 085110
(2005).
[74] M.-C. Chang and Q. Niu, Berry curvature, orbital moment, and effective quantum theory of electrons in electromagnetic fields, Journal of Physics: Condensed Matter 20, 193202 (2008).
[75] D. Xiao, M.-C. Chang, and Q. Niu, Berry phase effects on
electronic properties, Rev. Mod. Phys. 82, 1959 (2010).
[76] O. Pal, B. Dey, and T. K. Ghosh, Berry curvature induced magnetotransport in 3d noncentrosymmetric metals, Journal of Physics: Condensed Matter 34, 025702
(2021).
[77] K. Das and A. Agarwal, Intrinsic hall conductivities induced by the orbital magnetic moment, Phys. Rev. B
103, 125432 (2021).
[78] R. B. Atencia, Q. Niu, and D. Culcer, Semiclassical response of disordered conductors: Extrinsic carrier velocity and spin and field-corrected collision integral, Phys.
Rev. Research 4, 013001 (2022).
[79] S. Roche, S. R. Power, B. K. Nikolić, J. H. García,
and A.-P. Jauho, Have mysterious topological valley currents been observed in graphene superlattices?, Journal
of Physics: Materials 5, 021001 (2022).
[80] A. Pezo, D. G. Ovalle, and A. Manchon, Orbital hall
effect in crystals: inter-atomic versus intra-atomic contributions (2022).
[81] G. Giovannetti, P. A. Khomyakov, G. Brocks, P. J. Kelly,
and J. van den Brink, Substrate-induced band gap in
graphene on hexagonal boron nitride: Ab initio density
functional calculations, Phys. Rev. B 76, 073103 (2007).
[82] T. P. Cysne, A. Ferreira, and T. G. Rappoport, Crystalfield effects in graphene with interface-induced spin-orbit
coupling, Phys. Rev. B 98, 045407 (2018).
[83] T. P. Cysne, J. H. Garcia, A. R. Rocha, and T. G. Rappoport, Quantum hall effect in graphene with interfaceinduced spin-orbit coupling, Phys. Rev. B 97, 085413
(2018).
[84] L. Du, Comment on “disentangling orbital and valley hall
effects in bilayers of transition metal dichalcogenides”,
Phys. Rev. Lett. 127, 149701 (2021).
[85] T. P. Cysne, M. Costa, L. M. Canonico, M. B. Nardelli,
R. B. Muniz, and T. G. Rappoport, Cysne et al. reply:,
Phys. Rev. Lett. 127, 149702 (2021).
[86] J.-H. Park, C. H. Kim, J.-W. Rhim, and J. H. Han, Orbital rashba effect and its detection by circular dichroism

16
angle-resolved photoemission spectroscopy, Phys. Rev. B
85, 195401 (2012).
[87] M. Ünzelmann, H. Bentmann, P. Eck, T. Kißlinger,
B. Geldiyev, J. Rieger, S. Moser, R. C. Vidal, K. Kißner,
L. Hammer, M. A. Schneider, T. Fauster, G. Sangiovanni,
D. Di Sante, and F. Reinert, Orbital-driven rashba effect
in a binary honeycomb monolayer agte, Phys. Rev. Lett.
124, 176401 (2020).
[88] C. L. Kane and E. J. Mele, Quantum spin hall effect in
graphene, Phys. Rev. Lett. 95, 226801 (2005).
[89] O. V. Dimitrova, Spin-hall conductivity in a twodimensional rashba electron gas, Phys. Rev. B 71, 245327

(2005).
[90] D. Ködderitzsch, K. Chadova, and H. Ebert, Linear response kubo-bastin formalism with application to the
anomalous and spin hall effects: A first-principles approach, Phys. Rev. B 92, 184415 (2015).
[91] M. Milletarì, M. Offidani, A. Ferreira, and R. Raimondi,
Covariant conservation laws and the spin hall effect
in dirac-rashba systems, Phys. Rev. Lett. 119, 246801
(2017).

