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ABSTRACT
One-dimensional metal-organic chains often possess a complex magnetic structure susceptible to
be modified by a alteration of their chemical composition. The possibility to tune their magnetic
properties provides an interesting playground to explore quasiparticle interactions in lowdimensional systems. Despite the great effort invested so far, a detailed understanding of the
interactions governing the electronic and magnetic properties of the low-dimensional systems is
still incomplete. One of the reasons is the limited ability to characterize their magnetic properties
at the atomic scale. Here, we provide a comprehensive study of the magnetic properties of metalorganic one-dimensional (1D)

coordination polymers

consisting of 2,5-diamino-1,4-

benzoquinonediimine ligands coordinated with Co or Cr atoms synthesized in ultra-high vacuum
conditions on a Au(111) surface. A combination of an integral X-ray spectroscopy with localprobe inelastic electron tunneling spectroscopy corroborated by multiplet analysis, density
functional theory, and inelastic electron tunneling simulations enable us to obtain essential
information about their magnetic structure, including the spin magnitude and orientation at the
magnetic atoms, as well as the magnetic anisotropy.

KEYWORDS 1D metal-organic nanomaterials, magnetism, scanning tunneling microscopy,
nickelocene, inelastic tunneling spectroscopy, x-ray magnetic circular dichroism, density
functional theory

One-dimensional magnetic metal-organic coordination chains are a type of molecular
nanomagnets that can be considered as candidates for building single-chain magnets under certain
conditions.1 Nowadays, a complete understanding of the relation between the chemical
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composition of metal-organic systems (defined by the type of organic ligand and magnetic atom
constituents)2 and relevant magnetic parameters (e.g. the strength and kind of the intrachain
exchange coupling or the magnetic anisotropy energy) is still missing. Knowledge of these
quantities is essential to determine the critical temperature, at which magnetic order prevails, or
the characterization of the magnon excitation spectrum. Furthermore, these systems have potential
applications in the fabrication of nanodevices for spin sensing, spintronics, quantum computing
based on the spin degree of freedom or high-density information storage.3
Additionally, magnetism in low-dimensional (n-D) systems is also interesting from the
fundamental point of view. For example, as Mermin-Wagner theorem4 forbids magnetic order in
isotropic low-n (n ≤ 2) systems, the observation of antiferromagnetic (AFM) or ferromagnetic
(FM) order in these systems calls for an explanation. However, the study of the low-dimensional
magnetic systems, often exhibiting strong electron correlations, is not currently trivial due to the
limits of available experimental and theoretical tools. One option is to use ensemble techniques,
such as X-ray absorption spectroscopy (XAS), X-ray linear dichroism (XLD) and X-ray magnetic
circular dichroism (XMCD). These are powerful techniques but the accurate determination of
magnetic properties from the acquired spectra is possible only with the help of complex theoretical
many-body calculations.
Another option is based on the use of inelastic electron tunneling spectroscopy (IETS), which
permits to locally probe both vibrational5–14 and spin excitations15–23. Unfortunately, due to the
strong interaction with itinerant electrons in the metallic electrodes, the inelastic tunneling
channels of most magnetic adsorbates are extremely weak. For a long time, this has severely
hampered the general applicability of STM-IETS to study single atom spin excitations. A novel
approach based on IETS measurements consists of using nickelocene (NiCp2, Figure 1a) decorated
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tips because they allow detecting magnetic exchange interactions with spins of individual atoms
at surfaces via the spin excitations of the NiCp2 probe and their mutual coupling.24,25
Part of us have recently demonstrated synthesis of long (> 100 nm), isostructural metal-organic
1D coordination polymers formed by reaction of transition metal (TM) atoms with 2,5-diamino1,4-benzoquinonediimine (QDI), see Figure 1b.26 Here, we provide a thorough analysis of the
magnetic structure of TM-QDI chains (with TM = Cr, Co) grown on the metallic Au(111) surface
by using multiple experimental and theoretical techniques. In particular, we use XAS, XLD and
XMCD combined with multiplet calculations to determine the 3d electronic structure and magnetic
properties of CrQDI and CoQDI coordination polymers on Au(111). This analysis is
complemented by density functional theory (DFT) calculations using GGA+U and hybrid
exchange correlation functionals. The obtained information about the 3d orbital occupation and
ligand field is used to rationalize the IETS spectra recorded on the two systems with a NiCp2
functionalized tip using an original methodology for IETS simulations.
By a combination of these experimental and theoretical methods, we can unravel the magnetic
properties of the metal-organic chains. Specifically, we can determine: i) the spin multiplicity, i.e.
decide between high-spin (HS) states vs. low-spin (LS) states, ii) the magnetic anisotropy, i.e. the
easy axis of magnetization and the magnitude of the anisotropy, as well as iii) why can NiCp2IETS exhibit no exchange splitting despite probing a magnetic center.

4

Figure 1: Scheme of (a) the probe molecule nickelocene (NiCp2) and (b) the chromium and cobalt
based metal-organic diamino-benzoquinonediimine (MQDI) coordination polymers on Au(111).
NiCp2 is attached to the STM tip by its top Cp ring and brought over the MQDI wires for IETS
experiments. Also shown are 3d manifolds of c) NiCp2, d) CrQDI and e) CoQDI. The high-spin S
= 2 and S ~ 3/2 configurations of CrQDI and CoQDI are determined by XAS/XLD (vide infra).
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Results and Discussion
X-ray Spectroscopy Experiments and Multiplet Modeling
Figure 2 shows Co L3,2 and Cr L3,2 XAS, X-ray linear dichroism and X-ray magnetic circular
dichroism. In combination with effective point-charge atomic multiplet calculations using the
MultiX software,27 the data permit the extraction of the electronic ground states and magnetization
of the Co and Cr ions in CoQDI and CrQDI. The XAS/XLD spectra (Figure 2a,d), were calculated
by optimizing the ligand field input using least squares fits. The corresponding details are
described in the methods section.
The magnetic properties determined by XAS/XLD combined with the optimized multiplet
model are reported in Table 1. The X,Y,Z directions are defined in Figure 1. They refer to the inplane direction along the wire X, the in-plane direction perpendicular to the wire Y, and the outof-plane direction Z. The parameters of the multiplet models are reported in Tables S1 and S2.
The multiplet model shows that Co and Cr ions in these systems have 3d occupations expected
for the formal M(II) ions bridging two QDI ligands,2 i.e., 3d7 and 3d4, and that both ions are in
their high spin states, i.e., Co is in its S ~ 3/2 quadruplet state with the easy axis of magnetization
along the Y direction and Cr is in its S = 4/2 quintet state with the easy axis of magnetization along
the Z direction. Furthermore, Co exhibits a large orbital moment and, hence, a large zero-field
splitting (ZFS) of several meV, while Cr in CrQDI exhibits a quenched orbital moment (LZ = 0.05)
and thus a much lower ZFS.
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Table 1. Magnetic properties of CoQDI and CrQDI determined by fitting the XAS/XLD data
with multiX

Metal atom

3d
Occupation

Spin state

ms (μB)

ml (μB)

Easy-axis

ZFS (meV)

Co

3d7

1.47 ≅ 3/2
(HS)

2.94

1.79

Y

37*

Cr

3d4

4/2 (HS)

4

0.05

Z

0.7

*

significant uncertainty

The multiplet model considers the metal Co or Cr ions to be purely paramagnetic, i.e. without
any magnetic coupling between Co or Cr neighbors in the 1D chain and without spin quenching
by Kondo interactions with the Au substrate. Under these assumptions, the model predicts large
XMCD signals for Co in grazing incidence and for Cr in both grazing and normal incidence (Figure
2, dashed lines). Experimentally, no Co XMCD signal is observed, despite the low temperature (3
K) and the high magnetic field (6.8 T). Indeed, XMCD signal is detected only for Cr, its magnitude
being significantly smaller than in the case of the multiplet simulations. The absent (Co) and weak
(Cr) XMCD signals suggest the presence of antiferromagnetic (AFM) interactions in both chains.
For CrQDI, the XMCD magnetization curves show higher magnetization in normal incidence than
in grazing incidence (Figure S1), consistent with the out-of-plane easy axis of magnetization
predicted by the multiplet simulations.
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Figure 2. Experimental and simulated Co and Cr L3,2 XAS, XLD and XMCD spectra of CoQDI
(a-c) and CrQDI (d-f) on Au(111) recorded at 3 K. The XAS/XLD is used to fit the ligand field
parameters within the multiplet code multiX. The XAS/XMCD signals are then simulated based
on these parameters. The data are shown as solid lines (olive: XAS, red: XLD and XMCD) and
the fitted/simulated spectra are shown as dotted lines (light green: XAS, orange: XLD and
XMCD). The multiplet model of CoQDI gives a 3d7 ground state with high-spin state (S ≅ 3/2)
and a strong easy axis of magnetization in the in-plane direction perpendicular to the chain. For
CrQDI, the corresponding model with the relevant parameters from the fit gives a 3d4 high-spin
(S = 2) ground state with a weak easy axis of magnetization in the out-of-plane direction. Note that
the multiplet model considers the metal atoms as paramagnets and, hence, it predicts large XMCD
signals. The much lower experimental XMCD signal of CrQDI and the quenched XMCD signal
of CoQDI can be explained by the presence of antiferromagnetic interactions (see below).
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Density Functional Theory
To provide a better insight into the structural, electronic and magnetic properties of the CoQDI
and CrQDI 1D metal-organic chains, we have carried out total energy DFT calculations of the
free-standing polymers using GGA+U28,29, as well as hybrid PBE030 exchange-correlation
functionals. The values obtained from GGA+U method for various magnetic quantities of CoQDI
and CrQDI chains are given in Table 2.
Interestingly, our GGA+U calculations with U = 5 eV yield a high-spin (HS) ground state for
CoQDI with spin magnetic moment mS = 2.73 B, consistent with the S ≅ 3/2 quadruplet found in
the multiplet analysis of XAS data (see the previous section). These calculations also show that a
metastable low-spin (LS) state exists with mS = 1.10 B, i.e., compatible with an S = 1/2 doublet,
at 88 meV from the ground state. The Co−N bond length in the LS state is 0.16 Å shorter than in
the HS state. This sensitivity to the metal-organic bonding points to a subtle dependence of the Co
multiplets on the screening of the intra-atomic Coulomb interactions in the Co atom by the QDI
organic ligand. Therefore, we have explored the spin/geometry configurations space using DFT
calculations within the GGA+U approach by varying the Coulomb parameter U and the 1D chain
lattice constant. As shown in Figure 3, we find that between U = 4 and 5 eV there is a spin crossover
from the LS state (mS = 1.20 B) to the HS state (mS = 2.69 B), alongside an extension of the Co−N
bond length that amounts to 0.16 Å (see Table 2). The Co(d) spin-minority orbital configurations
in the LS and HS ground states at U = 4 and 5 eV are (dz²)¹ (dx²-y²)¹ (dxz)0.75 (dxy)0.25 and (dz²)¹ (dx²y²)¹,

respectively. The band structure and densities of states (PDOS) projected onto the Co(d) and

N(p) orbitals of the U = 5 eV HS and the U = 4 eV LS ground states, together with the HOMO and
LUMO in the spin majority and minority channels, are shown in Figures S3 and S4. The
hybridization between bands with dz² and dx²-y² character indicates that they stem from a sp³d²
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hybrid atomic orbital, i.e., there is a substantial intra-atomic s−d charge transfer. Similar trends of
a transition from LS to HS state are also predicted by hybrid PBE0 calculations, when the
contribution of the exact-exchange component is increased with respect to default value, for details
see Figure S8 to S11 and Table S7.
In the CrQDI case, DFT calculations using GGA+U with U = 5 eV, identify a unique ground
state with lattice constant 8.14 Å, the corresponding N−Cr bond length being 2.08 Å, and with Cr
atoms in a magnetic state S = 2 with an electronic configuration (dyz)¹ (dz²)¹ (dxz)¹ (dx²-y²)¹, which
translates into a spin magnetic moment mS = 3.71 B. Calculations initialized with other
occupancies revert to this ground state. The corresponding band structure and PDOS are shown in
Figure S4. The HS configuration described above is also obtained for other U values, as well as
with the hybrid functional calculations using PBE0 (see Figure S6 and S7 and Table S7).

Figure 3. Dependence of the total energy on the N−Co bond-length (d) for low-spin (LS) and highspin (HS) states of CoQDI for two different U values: U = 4 eV (a) and U = 5 eV (b). The
calculations show a spin crossover from the LS to HS ground state for U = 4 eV vs. U = 5 eV. The
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N−Co bond lengths of the local minima are shown. They differ by 0.16 Å between the true LS and
HS ground states. The energies are referred to the respective ground states.

Calculations done with the GGA+U functional using a doubled unit cell to obtain the exchange
coupling constant (J) yield weak antiferromagnetic coupling for CoQDI in the HS state, with an
exchange coupling constant J = −2.95 meV, and weak ferromagnetism for the LS state with an
exchange coupling constant J = 2.04 meV. These values are obtained from the total energy
difference of two broken-symmetry solutions, corresponding to parallel (FM) and antiparallel
(AFM) alignment of the spin magnetic moments on TM centers. The ground state of CrQDI is
found to be AFM with an exchange coupling constant J = −4.42 meV, increasing in magnitude as
U decreases (see SI). Importantly, the magnetic order is robust against geometric changes for both
CoQDI and CrQDI chains, as checked by low-energy vibrational mode excitations of the chain
(Figure S5). Moreover, a spin spiral analysis shows that the exchange with the second nearest
neighbors (both for Co and Cr chains) is FM. Beyond second neighbors, exchange interactions
significantly drop by one order of magnitude, meaning that there are no frustrated interactions in
the coupling. Furthermore, when spin-orbit effects are included in the GGA+U calculations, we
find a negligible anisotropic exchange. In other words, the dependence of the exchange coupling
constant J on the orientation of the Co or Cr spins is negligible (Figure S3).

Table 2: Magnetic properties of CrQDI and CoQDI calculated by GGA+U. J, ms, ml and EMAE
are the exchange coupling strength, the spin and orbital magnetic moments and the
magnetocrystalline anisotropy energy. ΔE = EAFM − EFM.
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Co−N bondlength (Å)

ΔE
(meV)

J (meV)*

ms (μB)

ml (μB)

EMAE
(meV)

Easy
axis

Co (LS,
U = 4 eV)

1.86

1.48

2.05 (FM)

1.20

0.200

−0.76
(X−Z)

X

Co (HS,
U = 5 eV)

2.02

−11.07

−2.97

2.73

0.207

−1.22
(Y−Z)

Y

Cr
(U = 5 eV)

2.08

3.71

−0.038

0.54
(X−Z)

Z

Metal atom

*

(AFM)

−30.43

−4.42
(AFM)

J = (EAFM − EFM)/(2×S2) with S = ms / 2

According to Goodenough-Kanamori (G-K) rule,31,32 AFM super-exchange between spin
magnetic moments localized at the 3d magnetic atoms appears when singly occupied 3d orbitals
overlap with molecular orbitals of the ligand molecule. This is the case of Co(HS) and Cr metalorganic chains, which have hybrid bands with dxz or dxy character but not the case of Co(LS). As
an example, to illustrate the G-K rule for the HS state of CoQDI, we have selected two singly
occupied hybrid bands with dxz and dxy character that are coupled to molecular orbitals of the ligand
with  (see Figure 4 left panel) and  (Figure 4 right panel) character, respectively. Therefore, they
both fulfill the criterion of the G-K rule to explain the tendency to have AFM (super) exchange
coupling between the Co spins. Another interesting observation is that, among the three systems
considered, the two insulating systems, CoQDI(HS) and CrQDI, correspond to AFM coupling and
only the metallic system, CoQDI (LS), corresponds to FM coupling, following the previously
observed trend that metallic hybrid bands tend to favor FM coupling between spins in metalorganic coordination networks.33
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Figure 4 Visualization of two orbitals corresponding to the CoQDI metal-organic chain showing
singly occupied bands formed by the hybridization of Co(dxz) or Co(dxy) orbitals with  (a) or 
(b) molecular orbitals.

Finally, we present the results of our DFT self-consistent calculations including spin-orbit
coupling to obtain the magnetic anisotropy energy (MAE) from the total energy difference of two
different magnetization directions in the same system geometry. The results show that the easy
magnetization direction lies in plane and is perpendicular to the chain for CoQDI HS, while for
CrQDI the easy magnetization axis is out of plane, in agreement with the multiplet model fitted to
the XAS/XLD data. For CoQDI HS, the magnetic anisotropy energy provided by the GGA+U
calculations is one order of magnitude lower than the fitted ZFS value and the same applies to the
calculated orbital magnetic moments mL, as seen in Table 2. We note in passing that DFT
calculations typically underestimate the values of the orbital moments when electron correlation
effects are important, as it is the case of the Co atoms in the CoQDI chains. Indeed, the mL values
are anisotropic and follow the same trend as the MAE as expected.34,35 In the case of CrQDI,
however, the calculated mL value is close to the one from the multiplet model.
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Scanning Probe Microscopy
In order to provide a more detailed insight into the magnetic properties of the TM-QDI chains on
atomic scale, we have also carried out low-temperature UHV scanning-probe microscopy with
functionalized tips to locally probe their magnetic structure.
Figure 5 shows simultaneous atomic-force and scanning-tunneling microscopy (AFM/STM)
images of CoQDI and CrQDI chains on the Au(111) surface, acquired with a CO-terminated tip.
The high-resolution AFM images disclose very similar chemical composition of CoQDI and
CrQDI chains, which consist of four-fold coordinated transition-metal atoms (Co, Cr) connected
to the ligands via coordination bonds with four nitrogen atoms of QDI, see Figure 1b. We have
carried out differential conductance dI/dV(V) point spectroscopy measurements, inspecting a
possible low-bias magnetic signal with metallic tip. While the dI/dV point spectra recorded on top
of a Co atom in CoQDI are featureless in a range of 60 mV (see Figure 5c), we find a zero-bias
peak in the dI/dV spectra taken on top of a Cr atom in CrQDI (Figure 5f). The presence of the zerobias peak indicates an underscreened Kondo effect,38,39 having in mind the HS state of Cr (S = 2)
previously confirmed by the XMCD analysis and DFT calculations. We find a relatively large
Kondo temperature TK ~ 35 K, obtained by fitting the Frota function (Figure S12),40 which is
unusually high for the underscreened Kondo effect in the HS S = 2 state. We tentatively assign the
origin of the Kondo effect, in this particular case, to the combination of a very small orbital
moment (and, thus, low magnetic anisotropy) with the low D2h symmetry of the Cr atom in the
CrQDI wire. The net outcome is a strong mixing of mS = ±2 and mS = ±1 Cr states via quantum
tunneling (see discussion later and Figure 8). A more elaborated theoretical analysis employing
many-body techniques would be required to provide a more detailed understanding of the origin
of this underscreened Kondo effect in CrQDI chains, but this task is beyond the scope of this paper.
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Figure 5. AFM/STM images and dI/dV spectroscopy of CoQDI and CrQDI chains. Highresolution constant-height AFM images of (a) CoQDI and (b) CrQDI with a CO terminated
scanning-probe tip. Metal and ligand positions are highlighted. dI/dV measurements performed on
metal sites of (c) CoQDI and (d) CrQDI with metal-terminated scanning probe including
corresponding reference spectra acquired on the Au(111) surface. The corresponding pointspectroscopy positions are highlighted with red crosses in (b, e). The scanning parameters were:
(a, b) Oscillation amplitude: 50 pm, bias voltage: 5 mV. Size: (a, b) 3  1 nm2.

To further explore the local magnetic order, we have performed dI/dV point spectroscopy of the
CoQDI and CrQDI chains using nickelocene (NiCp2) functionalized tips. Unlike the square-planar
3d8 Ni complexes, which are usually in a low-spin state,41 the NiCp2 molecule has the Ni atom in
a high-spin (S = 1) triplet state (mS = −1, 0, +1, cf. Figure 1c),42 with an axial crystal field. The
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ground state is mS = 0, i.e., NiCp2 has an easy plane of magnetization with positive magnetic
anisotropy parameter D ~ 4 meV.43,44 After deposition on the SPM tip, NiCp2 retains its spin S =
1 and magnetic anisotropy in a reproducible way.43 The excitation from the in-plane spin mS = 0
ground state to the doubly degenerate spin-up and spin-down (mS = ±1) excited states appears in
the IETS dI/dV spectra as a step at ~4 mV of voltage bias. The presence of NiCp2 on the tip also
substantially reduces the chemical reactivity of the metallic tip apex, something that facilitates
stable tunneling conditions, even at very close tip-sample distances.24

We acquired a series of d2I/dV2 spectra at different tip-sample distances in the bias range of ±10
mV, which enabled us to analyze the evolution of the magnetic signal of the NiCp2 tip upon sitedependent interaction with the TM-QDI chain. These height-dependent data sets also permit a
direct comparison with the theoretical IETS modelling.
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Figure 6 Experimental and theoretical d2I/dV2 NiCp2 IETS of CrQDI. (a) Sketch of the NiCp2
IETS experiment. Because of its out-of-plane easy axis, the spin of Cr is collinear to the excited
state of NiCp2. Hence, the ground state of Cr and the excited state of NiCp2 are significantly
exchange coupled, experiencing an exchange interaction energy (EEx). The combination of this
exchange interaction with the small magnetic anisotropy energy of the Cr spin leads to a rich IETS
spectra. (b) Constant-height STM image of CrQDI. (c, d) Series of d2I/dV2 spectra taken with a
NiCp2 terminated scanning-probe tip on the Cr and ligand sites at different tip-sample distances
(10 pm between spectra). The red curves correspond to the closest approach with the STM set
point of 7.7 nA at 10 mV on the Cr site. The spectroscopy position is indicated by red (Cr site) and
blue (ligand site) crosses in (b). (e) Theoretical simulation of the d2I/dV2 spectra taken on Cr site
corresponding to the experiment.

IETS spectra recorded with a NiCp2 decorated tip on the metal (Cr) and ligand site of a CrQDI
wire are shown in Figure 6c,d, respectively. The d2I/dV2 spectra of the ligand site remain almost
unaltered but the d2I/dV2 spectra recorded on the Cr site show substantial changes upon the tip
approach. The individual d2I/dV2 peaks located at ~4 mV, observed at long distances, first split
and then progressively broaden at even shorter tip-sample distances. This strong spatial variation
of the d2I/dV2 spectra on Cr-QDI chain gives evidence that the spin of NiCp2 interacts with the
spin of CrQDI. The S = 2 quintet state of Cr in CrQDI, with its out-of-plane easy axis of
magnetization and small magnetic anisotropy energy, results in rather complex IETS spectra (see
the detailed discussion below).
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A quite different scenario is found in the case of CoQDI (Figure 7). Above both the ligand and Co
site, we see IETS spectra of NiCp2 tip very similar to those recorded on the metallic substrate
(Figure S13) and none of them are altered upon the tip approach towards the chain (see Figure
7c,d). This indicates weak interaction of the magnetic (S = 1) state of the NiCp2 tip with the local
in-plane spin of CoQDI.

Figure 7 Experimental and theoretical d2I/dV2 NiCp2 IETS of CoQDI. (a) Sketch of the NiCp2
IETS experiment. In this simplified picture, the strong magnetic anisotropy in an in-plane direction
keeps the spin of Co perpendicular to the excited state of NiCp2 (which is out-of-plane). Hence,
NiCp2 experiences a vanishing exchange interaction energy (EEx) and the energy threshold of the
spin excitation (mS = 0 → mS = ±1) remains unchanged. (b) Constant-height STM image of CoQDI.
(c, d) Series of d2I/dV2 spectra taken with NiCp2 terminated scanning-probe tip on Co and ligand
sites at different tip-sample distances (20 pm between spectra). The red curves correspond to the
closest approach with STM a set point of 3.62 nA at 10 mV on the Co site. The spectroscopy
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position is designated by red (Co site) and blue (ligand site) crosses in (b). (e) Theoretical
simulation of the d2I/dV2 spectra taken on Co site corresponding to the experiment.

Based on the X-ray spectroscopy and the DFT results, the character of d2I/dV2 spectra can be
understood both qualitatively and quantitatively. We recall that Co in CoQDI is characterized by
a spin S ~ 3/2 state with a strong easy axis of magnetization along the Y direction (i.e. an in-plane
direction) while Cr in CrQDI has spin S = 2 and an easy-axis of magnetization along Z (i.e. out of
plane). Qualitatively, NiCp2 IETS spectra are affected by the exchange interaction of the probed
nanoobject (here CoQDI and CrQDI) with the excited mS = ±1 states of NiCp2 (cf. simplified
sketches in Figure 6a and 7a). In the case of CrQDI, the collinear spin-alignment of the out-ofplane excited states of NiCp2 with the out-of-plane ground-state of CrQDI allows an efficient
magnetic exchange interaction and, hence, the NiCp2 IETS spectra are modified when the tip
approaches the Cr atom.

In the case of CoQDI, we observe a negligible variation of IETS spectra for two reasons. First, the
magnetic anisotropy of CoQDI (ZFS ~ 37 meV) is much higher compared to NiCp2 (ZFS ≈ 4
meV) and the Co spin is effectively locked to point along the Y direction. Second, this in-plane
spin state of CoQDI is orthogonal to the out-of-plane excited state of NiCp2. This makes the
exchange interaction between NiCp2 and CoQDI negligible, i.e. the NiCp2 IETS spectra remain
almost unchanged when the tip approaches the Co atom.
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Unlike the X-ray spectroscopy measurements, which probe the net magnetic moment of the Cr or
Co atoms in the chain, NiCp2 IETS measures the local interaction between a single Co or Cr atom
and the NiCp2 molecule at the tip. Hence, the presence of intra-wire exchange interactions is not
expected to directly affect the IETS signal. In the case of the in-plane easy axis of magnetization
(Co), strong FM or AFM intra-wire exchange interactions could, however, increase the energy
required for spin canting. This would further reduce the projection of the spin on the Z axis and
hence the splitting of the NiCp2 mS = ±1 states.

IETS Simulations
To gain a quantitative understanding, we have developed an IETS model formulated in terms of
the electronic degrees of freedom, which allows for a sufficiently detailed description of the
electron tunneling through the magnetic system (the NiCp2 molecule coupled to the CoQDI or
CrQDI chain) located between the metallic electrodes (tip and substrate). We have assumed that
the magnetic system can be reduced to a two-site Hubbard model consisting of the partially filled
3d shell in the NiCp2 molecule and another 3d shell in the probed transition-metal atom in the TMQDI chain. The Hubbard Hamiltonian includes the crystal field, the spin-orbit coupling and the
Coulomb interaction in each 3d shell, as well as an effective hopping t between them. Increasing
hopping t corresponds to the NiCp2-tip approaching the TM-QDI chain. The crystal field and spinorbit coupling are taken from the multiplet model fitted to the x-ray absorption spectra. The
tunneling current is calculated using the cotunneling theory.45 A detailed description of the IETS
model is provided in the Methods section.
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In the case of CoQDI, the simulated IETS spectra in the ±10 mV range remain unchanged despite
increasing the hopping parameter t (Figure 7e), which is consistent with the experimental data.
The IETS spectra remain almost unaltered due to the perpendicular alignment of the spin of the
excited state of NiCp2 tip and the spin ground state of the Co site. Only at very close distances,
there is a slight upward movement of the first excited state of NiCp2 tip to higher energies as can
be seen in Figure S14 that shows the evolution of the low-energy excitations of the Hubbard model
as a function of t.

Figure 6e displays the simulated IETS spectra for CrQDI, showing a significant broadening and
subsequent splitting of the IETS peaks as the tip approaches the CrQDI chain, reproducing rather
well the experimental IETS spectra.
It is instructive to analyze the IETS spectra using the (spin) Heisenberg model in the form
̂ = 𝐷Ni (𝑆̂𝑧Ni )2 + 𝐷Cr (𝑆̂𝑧Cr )2 + 𝐽𝑺
̂Ni ∙ ̂
𝐻
𝑺Cr

represents the low-energy limit of our two-site Hubbard model. Indeed, the Heisenberg model
(with parameters 𝐷Ni ≈ 4 meV and 𝐷Cr ≈ −0.23 meV and 𝐽 ≈ 0.0975𝑡 2 ) approximates the
solution of the electronic model very well, as shown on Figure 8a. The Heisenberg model has nine
eigenstates Ψi, the basic characteristics of which are listed in Figure 8c. Most of the eigenstates
are doubly degenerate, three of them are singlets. All quadratic (and higher-order) terms in J
disappear from the eigenenergies when the Heisenberg exchange is replaced with the Ising uniaxial
exchange 𝐽𝑆̂𝑧Ni 𝑆̂𝑧Cr, but such a simplified model does not represent the Hubbard model very
accurately. Figure 8b displays the simulated IETS spectrum of CrQDI for a hopping parameter
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value t = 0.06 eV with the assigned origin of the individual peaks. The state Ψ0 represents the
ground state, the peak at the lowest bias voltage (~1 mV) corresponds to Ψ1 (spin flip at the Cr
site), the second peak originates from Ψ3 (spin flip at the Ni site), and the accidental doublet found
at ~5 mV originates from Ψ4 (spin flip at the Ni site) and Ψ7 (spin flip at both sites).
Our Heisenberg model is axially symmetric, hence the expectation value of 𝑆̂𝑧Ni + 𝑆̂𝑧Cr ,
𝑚𝑠𝑡𝑜𝑡 = 𝑚𝑠𝑁𝑖 + 𝑚𝑠𝐶𝑟 , is a good quantum number. The individual expectation values, 𝑚𝑠𝑁𝑖 and 𝑚𝑠𝐶𝑟 ,
are not conserved, since all states with a given 𝑚𝑠𝑡𝑜𝑡 are mixed by the exchange term. The values
of 𝑚𝑠𝑁𝑖 and 𝑚𝑠𝐶𝑟 shown in Figure 8c correspond to a vanishing exchange term (𝐽 = 0). According
to cotunneling theory, the IETS transitions starting from the ground state Ψ0 are allowed to states
Ψ1, Ψ3, Ψ4 and Ψ7. This corresponds to one exact selection rule |Δ𝑚𝑠𝑡𝑜𝑡 | ≤ 1 (the electron tunneling
from one electrode to the other can change its spin at most by ±1, i.e., flip its spin) and to two
approximate selection rules |Δ𝑚𝑠𝑁𝑖 | ≤ 1 and |Δ𝑚𝑠𝐶𝑟 | ≤ 1 (these would be exact if the spin flips at
Ni and Cr sites were independent sequential events). The transition Ψ0 → Ψ8 is forbidden only by
one of the approximate rules, |Δ𝑚𝑠𝐶𝑟 | ≤ 1. Indeed, a closer inspection of the numerical data reveals
a small contribution.
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Figure 8 Theoretical analysis of d2I/dV2 spectrum of NiCp2 tip and CrQDI with assigned
origin of peaks. a) Evolution of the excitation energies with respect to the ground-state energy E0
calculated by Hubbard (dots) and Heisenberg (lines) models. b) Calculated d2I/dV2 spectrum of
NiCp2 tip and CrQDI with assigned origin of the individual peaks. c) Eigenstates and eigenenergies
(approximate values up to 2nd order in the exchange coupling J) of the Heisenberg model
representing the coupled magnetic system comprised of NiCp2 tip and CrQDI. The eigenstates are
ordered from bottom to top by increasing energy evaluated at J = 0.

Conclusions
Our thorough study of the magnetic properties of 1D metal-organic CrQDI and CoQDI chains
on the Au(111) surface has enabled us to determine the spin magnetic moments of the Cr (S = 2,
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easy axis out of plane) and Co (S = 3/2, easy axis in an in-plane direction) atoms, as well as their
preferred magnetization directions.
We show that IETS spectroscopy acquired with NiCp2 decorated tip is a formidable
characterization tool. This technique combined with the appropriate theoretical analysis can
provide detailed information about the local magnetic properties. In combination with
XAS/XMCD and multiplet calculations, it is possible to rationalize the absence of variations of
the IETS signal of the NiCp2 tip probing CoQDI chain. We hope that the detection of the
underscreened Kondo effect in high-spin (S = 2) CrQDI chain with an unusually high Kondo
temperature will stimulate future in-depth theoretical investigation to explain its origin.

Methods
Sample Preparation
For all experiments, the samples were prepared in-situ in UHV conditions. The single-crystalline
Au(111) substrates were prepared by repeated cycles of Ar+ etching and annealing. The precursor
molecule 2,5-diamino-1,4-benzoquinonediimine (2HQDI) was synthesized using the procedure
described in the literature.3 The molecules were sublimed from a tantalum pocket heated to 115℃.
The chains were grown by co-deposition of precursor molecule with the respective metal atom (Co
or Cr) onto a substrate kept at elevated temperature (300℃).26

SPM Experiments
The SPM experiments were carried out in a commercial low-temperature (1.2 K) STM/nc-AFM
microscope (Specs-JT Kolibri sensor: f ∼ 1 MHz). Nickelocene (NiCp2) was deposited from a
tantalum pocket kept at room temperature onto the prepared sample in the microscope head kept
at < 4 K. Prior to the tip functionalization, the symmetricity of the metallic tip apex was checked
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by imaging the characteristic round shape of the Nc molecule. To pick the NiCp2, a sample area
containing multiple molecules was scanned at low current and bias set point (< 50 pA, 1 mV) until
spontaneous functionalization occurred. Before nickelocene IETS, we confirmed that the dI/dV
spectra of the metallic tip are featureless. After the functionalization of the metallic tip with NiCp2,
d2I/dV2 spectra recorded on the bare Au(111) reveal two IETS peaks at ~3.9 meV. The stability of
functionalized NiCp2 tip was tested by dF/z spectroscopy – as stable were considered tips
exhibiting no hysteretic behavior for forward and backward curves. All the dI/dV spectra were
taken with an external lock-in amplifier at 1.2 K with 0.5 mV (rms) modulation voltage.
X-ray Absorption Measurements
The X-ray absorption spectroscopy (XAS) measurements were performed at the X-Treme
beamline46 of the Swiss Light source at 3 K in total-electron yield mode using circularly (σ+ and
σ−) and linearly (σh and σv) polarized X-rays. XMCD and XLD correspond to the differences (σ +
− σ−) and (σh – σv), respectively, while XAS corresponds to the sums (σ+ + σ−) and (σh + σv). The
XMCD spectra were recorded in normal and grazing (60° off the surface normal) incidence at an
applied magnetic field of 6.8 T. The XLD spectra were recorded at an applied field of 0.1 T in
grazing incidence. The applied magnetic field was parallel to the X-ray incidence direction. The
spectra were normalized to unity at the pre-edge and the XAS background recorded on clean
Au(111) was subtracted.

Multiplet Calculations
Multiplet calculations were performed using the multiX code27 which treats the crystal field as
electrostatic potential of effective point charges. Here, the point charges placed at the positions of
the nitrogen and carbon atoms as obtained by DFT are considered as free parameters. Thus, the
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D2h symmetry of the MQDI wires is respected. Additional free parameters are the scaling factors
of the spin-orbit and Coulomb interactions that account for the screening of the free-ion quantities.
The free parameters are optimized (values in Tables S1 and S2) by minimizing the least squares
error between the simulated and measured grazing incidence XAS and XLD spectra. To reproduce
the in-plane disorder caused by the wires being aligned along different directions on the Au(111)
surface,26 the simulated spectra are calculated by summing spectra obtained for different in-plane
angles (6 per 180° sector).

DFT calculations
Density functional theory (DFT) calculations that involved the GGA+U functional were carried
out for free-standing CoQDI and CrQDI chains using the supercell approach, with the onedimensional (1D) chains lying along the X-axis with 12 Å lateral distance (Y-axis) separation, and
the Z-axis being perpendicular to the plane containing the CoQDI or CrQDI metal-organic units.
The VASP code, based on plane-wave basis sets and projector augmented potentials,47–49 was used
with a 450 eV cut-off for the plane waves and a 10 × 1 × 1 sampling of the supercell Brillouin
zone.50 The structures were relaxed with a 0.01 eV/Å tolerance in forces and 10-7 eV in the total
energies. The calculations were done with the PBE exchange-correlation functional51,52 augmented
with DFT+U28,29 corrections to model electron correlation effects in the partially filled 3d shells
using Dudarev approximation Ueff = U − J. In order to analyze the dependence of the electronic
structure on the U parameter and to search for the global minimum among the multiple local
minima of the DFT+U total energy, the occupation matrix control (OMC) method was used.53
A vibrational analysis of the chains was carried out in the harmonic approximation, by
diagonalization of the dynamical matrix (calculated by finite differences) at the Gamma point.

26

Exchange coupling constants J were calculated by doubling the unit cell and imposing ferro (FM)
and antiferromagnetic (AFM) order of the spins. Additionally, the distance dependence of J was
obtained from spin spiral calculations, modelled in the generalized Bloch theorem approach for q
wavevectors defining the spiral wave length (2/q), by a Fourier transform of the so-obtained J(q)
values.54,55 To obtain magneto crystalline anisotropy energies (MAE) and orbital magnetic
moments, the spin-orbit coupling contribution was treated self-consistently and also perturbatively
within the force theorem (FT) approach.56,57

Hybrid DFT calculations were performed with FHI-AIMS code58 using PBE030 exchangecorrelation functional with the contribution of the exact exchange component varied from 0.25
(default value) to 0.4. In all the calculations, we employed the numerical atomic orbital basis sets.
The atomic structures were relaxed until the total forces reached below 5×10-3 eV Å-1. The
Brillouin zone was sampled with 12 k-points along the periodic axis of the TM-QDI chains for a
doubled unit cell (needed for the antiferromagnetic calculation).

IETS Model
For the purpose of modeling the inelastic electron tunneling, we assume that all relevant
processes occur in the magnetic centers, namely in their partially filled 3d shells. Hence, we work
̂𝑖 , and of
in a reduced model consisting of these 3d shells, each described by a Hamiltonian 𝐻
effective couplings 𝑇̂𝑖𝑗 between them
̂𝑖 =
𝐻

′
̂† ̂
̂
∑ (𝜁𝑖 [𝑙 ⋅ 𝑠]𝜎𝜎
𝑚𝑚 ′ + ℎ𝑖𝑚𝑚 ′ 𝛿𝜎𝜎′ + 𝜖𝑖 𝛿𝑚𝑚 ′ 𝛿𝜎𝜎′ ) 𝑑𝑖𝑚𝜎 𝑑𝑖𝑚 ′𝜎′ + 𝑈𝑖 ,

𝜎𝜎′ 𝑚𝑚 ′

̂𝑖
consists of the spin-orbit coupling 𝜁𝑖 , the crystal-field potential ℎ𝑖 and the Coulomb interaction 𝑈
that is parametrized by three Slater integrals 𝐹0𝑖 , 𝐹2𝑖 and 𝐹4𝑖 . The matrix ℎ𝑖 is assumed to be traceless
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and the energy of the 3d level is introduced separately as 𝜖𝑖 . Index 𝑖 distinguishes individual 3d
†
shells, 𝜎 is the spin index, 𝑚 is the magnetic quantum number, and 𝑑̂𝑖𝑚𝜎
is the creation operator

̂𝑖 has
that inserts an electron into the spinorbital with these indices. The single-shell Hamiltonian 𝐻
exactly the same structure as the Hamiltonian employed in the multiX code to simulate the X-ray
absorption spectroscopies, more precisely, their initial state. Thus, we can directly use the
numerical values of ℎ𝑖 and 𝜁𝑖 obtained by fitting the X-ray spectra also for the IETS modeling
(Table S7). The parameters 𝐹𝑘𝑖 are slightly different due to differences in software
implementations.
The two 3d shells are coupled by a hopping operator
†
∗ ̂†
𝑇̂12 = ∑(𝑡𝑚 𝑑̂1𝑚𝜎
𝑑̂2𝑚𝜎 + 𝑡𝑚
𝑑2𝑚𝜎 𝑑̂1𝑚𝜎 ),
𝜎𝑚

which we assume to be axially symmetric around the z axis so that the magnetic quantum number
m (as well as spin 𝜎) is conserved when an electron hops from one shell to the other. For simplicity,
we neglect the orbital dependence of the hopping amplitudes and choose 𝑡𝑚 = 𝑡. A more realistic
setting could be derived from (or at least inspired by) the DFT electronic structure
In the tunneling experiment, some of the 𝑑̂𝑖𝑚𝜎 states are coupled to the electrodes, one of which
is the STM tip and the other is the substrate. In our setup, the Ni 3d shell in the nickelocene is
coupled to appropriate linear combinations59,60 of the conduction-electron states 𝑎̂𝑘𝑚𝜎 in the tip.
The coupling is described by a Hamiltonian term
†
†
∗
𝑉̂𝑡𝑖𝑝 = ∑ (𝑣𝑘𝑚 𝑑̂1𝑚𝜎
𝑎̂𝑘𝑚𝜎 + 𝑣𝑘𝑚
𝑎̂𝑘𝑚𝜎
𝑑̂1𝑚𝜎 ).
𝑘𝑚𝜎

An analogous term is added for coupling of the other 3d shell to the conduction states 𝑏̂𝑘𝑚𝜎 in the
substrate,
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†
∗ ̂†
𝑉̂𝑠𝑢𝑏 = ∑ (𝑤𝑘𝑚 𝑑̂2𝑚𝜎
𝑏̂𝑘𝑚𝜎 + 𝑤𝑘𝑚
𝑏𝑘𝑚𝜎 𝑑̂2𝑚𝜎 ).
𝑘𝑚𝜎

As written, the operators 𝑉̂𝑡𝑖𝑝 and 𝑉̂𝑠𝑢𝑏 are axially symmetric around the z axis like the operator
𝑇̂12. Similarly to the inter-shell hopping amplitudes 𝑡𝑚 , we simplify the tip and substrate hopping
amplitudes to 𝑣𝑘𝑚 = 𝑣 and 𝑤𝑘𝑚 = 𝑤 in the actual calculations.
The tunneling current is computed using cotunneling theory45, which corresponds to the lowestorder of the perturbation expansion in the coupling to the tip and substrate, 𝑉̂𝑡𝑖𝑝 and 𝑉̂𝑠𝑢𝑏 . Keeping
only the lowest-order contributions means that the tunneling through the magnetic system between
the tip and substrate proceeds one electron (or one hole) at a time. It also means that Kondo effect
is neglected, since it is a higher-order effect.
After a tunneling event, the magnetic system can stay in an excited state, which is the essence
of the inelastic tunneling. In addition to the approximations described in ref. 45, we assume that
the system has enough time to relax back to the ground state before the next tunneling event starts.
Finally, we neglect all thermal effects by setting the temperature to 0 K.
The electronic structure of the electrodes enters the formula for the differential conductance only
through their densities of the electronic states (DOS). Given that we explore only very small biases
(< 10 mV), which corresponds to probing the densities of states only ±10 meV around the Fermi
level, the DOSes can be replaced by constants. Hence, the characteristics of the electrodes do not
affect the shape of the IETS spectra.

ASSOCIATED CONTENT
Supporting Information Available: Parameters for the multiplet calculations and M(H) data,
DFT+U calculations, hybrid DFT calculations at the PBE0 level with different amount of Fock
29

exchange, additional STM spectroscopy data and fit of the Kondo resonance, and parameters of
simulations of IETS in the Hubbard model (PDF).
AUTHOR INFORMATION
Corresponding Authors
* christian.waeckerlin@empa.ch, kolorenc@fzu.cz, andres.arnau@ehu.eus, jelinekp@fzu.cz
Author Contributions
The manuscript was written through contributions of all authors. All authors have given approval
to the final version of the manuscript.
Funding Sources
Swiss National Science Foundation (Grants P300P2_177755 and 173720)
University of Zürich Research Priority Program LightChEC
Spanish PID2019-103910GB-I00, funded by MCIN/AEI/10.13039/501100011033/ and FEDER
Una manera de hacer Europa, as well as GIU18/138 by Universidad del País Vasco UPV/EHU;
IT-1246-19and IT-1260-19 by Gobierno Vasco
Mobility Plus Project No. CNR-19-03 of the Czech Academy of Sciences
Praemium Academie of the Academy of Science of the Czech Republic
Czech Science Fundation projects no. 20-13692X and 20-18741S
Czech Nanolab Research Infrastructure supported by MEYS CR project no. LM2018110
ACKNOWLEDGMENT
C.W. gratefully acknowledges financial support by the Swiss National Science Foundation
(Grants P300P2_177755 and 173720) and the University of Zürich Research Priority Program
30

LightChEC. We thank J. Dreiser for support and helpful discussions. J.G., M.B-R and A.A.
acknowledge DIPC supercomputing center. J.K. acknowledges financial support by the Czech
Academy of Sciences (Mobility Plus Project No. CNR-19-03). We acknowledge support of the
Praemium Academie of the Academy of Science of the Czech Republic and the Czech Nanolab
Research Infrastructure supported by MEYS CR (project no. LM2018110). P.J., M.O., A.C.
acknowledge support of GACR project no. 20-13692X. M.S. acknowledges support of GACR
project no. 20-18741S.
REFERENCES
(1)
Gatteschi, D.; Sessoli, R.; Villain, J. Molecular Nanomagnets; Oxford University Press,
2006.
(2)
Mallada, B.; Błoński, P.; Langer, R.; Jelínek, P.; Otyepka, M.; de la Torre, B. On-Surface
Synthesis of One-Dimensional Coordination Polymers with Tailored Magnetic Anisotropy. ACS
Appl. Mater. Interfaces 2021, 13, 32393–32401.
(3)
Wang, M.; Gou, X.; Shi, W.; Cheng, P. Single-Chain Magnets Assembled in CobaltII
Metal–Organic Frameworks. Chem. Commun. 2019, 55, 11000–11012.
(4)
Mermin, N. D.; Wagner, H. Absence of Ferromagnetism or Antiferromagnetism in Oneor Two-Dimensional Isotropic Heisenberg Models. Phys. Rev. Lett. 1966, 17, 1133–1136.
(5)
Lauhon, L. J.; Ho, W. Single-Molecule Vibrational Spectroscopy and Microscopy: CO on
Cu(001) and Cu(110). Phys. Rev. B 1999, 60, R8525–R8528.
(6)
Lorente, N.; Persson, M. Theory of Single Molecule Vibrational Spectroscopy and
Microscopy. Phys. Rev. Lett. 2000, 85, 2997–3000.
(7)
Hahn, J. R.; Ho, W. Single Molecule Imaging and Vibrational Spectroscopy with a
Chemically Modified Tip of a Scanning Tunneling Microscope. Phys. Rev. Lett. 2001, 87, 196102.
(8)
Heinrich, A. J.; Lutz, C. P.; Gupta, J. A.; Eigler, D. M. Molecule Cascades. Science 2002,
298, 1381–1387.
(9)
Pascual, J. I.; Lorente, N.; Song, Z.; Conrad, H.; Rust, H.-P. Selectivity in Vibrationally
Mediated Single-Molecule Chemistry. Nature 2003, 423, 525–528.
(10) Lorente, N. Mode Excitation Induced by the Scanning Tunnelling Microscope. Appl. Phys.
A 2004, 78, 799–806.

31

(11) Frederiksen, T.; Paulsson, M.; Brandbyge, M.; Jauho, A.-P. Inelastic Transport Theory
from First Principles: Methodology and Application to Nanoscale Devices. Phys. Rev. B 2007, 75,
205413.
(12) Teobaldi, G.; Peñalba, M.; Arnau, A.; Lorente, N.; Hofer, W. A. Including the Probe Tip
in Theoretical Models of Inelastic Scanning Tunneling Spectroscopy: CO on Cu(100). Phys. Rev.
B 2007, 76, 235407.
(13) Arroyo, C. R.; Frederiksen, T.; Rubio-Bollinger, G.; Vélez, M.; Arnau, A.; Sánchez-Portal,
D.; Agraït, N. Characterization of Single-Molecule Pentanedithiol Junctions by Inelastic Electron
Tunneling Spectroscopy and First-Principles Calculations. Phys. Rev. B 2010, 81, 075405.
(14) Vitali, L.; Ohmann, R.; Kern, K.; Garcia-Lekue, A.; Frederiksen, T.; Sanchez-Portal, D.;
Arnau, A. Surveying Molecular Vibrations during the Formation of Metal−Molecule
Nanocontacts. Nano Lett. 2010, 10, 657–660.
(15)

Heinrich, A. J. Single-Atom Spin-Flip Spectroscopy. Science 2004, 306, 466–469.

(16) Loth, S.; von Bergmann, K.; Ternes, M.; Otte, A. F.; Lutz, C. P.; Heinrich, A. J. Controlling
the State of Quantum Spins with Electric Currents. Nat. Phys. 2010, 6, 340–344.
(17) Hirjibehedin, C. F.; Lin, C.-Y.; Otte, A. F.; Ternes, M.; Lutz, C. P.; Jones, B. A.; Heinrich,
A. J. Large Magnetic Anisotropy of a Single Atomic Spin Embedded in a Surface Molecular
Network. Science 2007, 317, 1199–1203.
(18) Hirjibehedin, C. F.; Lutz, C. P.; Heinrich, A. J. Spin Coupling in Engineered Atomic
Structures. Science 2006, 312, 1021–1024.
(19) Otte, A. F.; Ternes, M.; Loth, S.; Lutz, C. P.; Hirjibehedin, C. F.; Heinrich, A. J. Spin
Excitations of a Kondo-Screened Atom Coupled to a Second Magnetic Atom. Phys. Rev. Lett.
2009, 103, 107203.
(20) Fernández-Rossier, J. Theory of Single-Spin Inelastic Tunneling Spectroscopy. Phys. Rev.
Lett. 2009, 102, 256802.
(21) Dubout, Q.; Donati, F.; Wäckerlin, C.; Calleja, F.; Etzkorn, M.; Lehnert, A.; Claude, L.;
Gambardella, P.; Brune, H. Controlling the Spin of Co Atoms on Pt(111) by Hydrogen Adsorption.
Phys. Rev. Lett. 2015, 114, 106807.
(22) Rubio-Verdú, C.; Sarasola, A.; Choi, D.-J.; Majzik, Z.; Ebeling, R.; Calvo, M. R.; Ugeda,
M. M.; Garcia-Lekue, A.; Sánchez-Portal, D.; Pascual, J. I. Orbital-Selective Spin Excitation of a
Magnetic Porphyrin. Commun. Phys. 2018, 1, 15.
(23) Pivetta, M.; Patthey, F.; Di Marco, I.; Subramonian, A.; Eriksson, O.; Rusponi, S.; Brune,
H. Measuring the Intra-Atomic Exchange Energy in Rare-Earth Adatoms. Phys. Rev. X 2020, 10,
031054.
(24) Verlhac, B.; Bachellier, N.; Garnier, L.; Ormaza, M.; Abufager, P.; Robles, R.; Bocquet,
M.-L.; Ternes, M.; Lorente, N.; Limot, L. Atomic-Scale Spin Sensing with a Single Molecule at
the Apex of a Scanning Tunneling Microscope. Science 2019, 366, 623–627.

32

(25) Czap, G.; Wagner, P. J.; Xue, F.; Gu, L.; Li, J.; Yao, J.; Wu, R.; Ho, W. Probing and
Imaging Spin Interactions with a Magnetic Single-Molecule Sensor. Science 2019, 364, 670–673.
(26) Santhini, V. M.; Wäckerlin, C.; Cahlík, A.; Ondráček, M.; Pascal, S.; Matěj, A.;
Stetsovych, O.; Mutombo, P.; Lazar, P.; Siri, O.; Jelínek, P. 1D Coordination Π‐d Conjugated
Polymers with Distinct Structures Defined by the Choice of the Transition Metal: Towards a New
Class of Antiaromatic Macrocycles. Angew. Chem. Int. Ed. 2020, 60, 439–445.
(27) Uldry, A.; Vernay, F.; Delley, B. Systematic Computation of Crystal-Field Multiplets for
x-Ray Core Spectroscopies. Phys. Rev. B 2012, 85, 125133.
(28) Anisimov, V. I.; Gunnarsson, O. Density-Functional Calculation of Effective Coulomb
Interactions in Metals. Phys. Rev. B 1991, 43, 7570–7574.
(29) Dudarev, S. L.; Botton, G. A.; Savrasov, S. Y.; Humphreys, C. J.; Sutton, A. P. ElectronEnergy-Loss Spectra and the Structural Stability of Nickel Oxide: An LSDA+U Study. Phys. Rev.
B 1998, 57, 1505–1509.
(30) Becke, A. D. Density‐functional Thermochemistry. III. The Role of Exact Exchange. J.
Chem. Phys. 1993, 98, 5648–5652.
(31) Goodenough, J. B. Theory of the Role of Covalence in the Perovskite-Type Manganites [
La,M(II)] MnO3. Phys. Rev. 1955, 100, 564–573.
(32) Goodenough, B. An Interpretation of the Magnetic Properties of the Perovskite-Type
Mixed Crystals La1-xSrxCoO3-λ. J Phys Chw Solids 1958, 6, 287–297.
(33) Faraggi, M. N.; Golovach, V. N.; Stepanow, S.; Tseng, T.-C.; Abdurakhmanova, N.; Kley,
C. S.; Langner, A.; Sessi, V.; Kern, K.; Arnau, A. Modeling Ferro- and Antiferromagnetic
Interactions in Metal–Organic Coordination Networks. J. Phys. Chem. C 2015, 119, 547–555.
(34) Bruno, P. Tight-Binding Approach to the Orbital Magnetic Moment and
Magnetocrystalline Anisotropy of Transition-Metal Monolayers. Phys. Rev. B 1989, 39, 865–868.
(35) Laan, G. van der. Microscopic Origin of Magnetocrystalline Anisotropy in Transition
Metal Thin Films. J. Phys. Condens. Matter 1998, 10, 3239–3253.
(36) Girovsky, J.; Nowakowski, J.; Ali, Md. E.; Baljozovic, M.; Rossmann, H. R.; Nijs, T.;
Aeby, E. A.; Nowakowska, S.; Siewert, D.; Srivastava, G.; Wäckerlin, C.; Dreiser, J.; Decurtins,
S.; Liu, S.-X.; Oppeneer, P. M.; Jung, T. A.; Ballav, N. Long-Range Ferrimagnetic Order in a
Two-Dimensional Supramolecular Kondo Lattice. Nat. Commun. 2017, 8, 15388/1-8.
(37) Prüser, H.; Dargel, P. E.; Bouhassoune, M.; Ulbrich, R. G.; Pruschke, T.; Lounis, S.;
Wenderoth, M. Interplay between the Kondo Effect and the Ruderman–Kittel–Kasuya–Yosida
Interaction. Nat. Commun. 2014, 5, 5417.
(38) Roch, N.; Florens, S.; Costi, T. A.; Wernsdorfer, W.; Balestro, F. Observation of the
Underscreened Kondo Effect in a Molecular Transistor. Phys. Rev. Lett. 2009, 103, 197202.

33

(39) Coleman, P.; Pépin, C. Singular Fermi Liquid Behavior in the Underscreened Kondo
Model. Phys. Rev. B 2003, 68, 220405.
(40)

Frota, H. Shape of the Kondo Resonance. Phys. Rev. B 1992, 45, 1096–1099.

(41) Cotton, F. A.; Wilkinson, G.; Murillo, C. A.; Bochmann, M. Advanced Inorganic
Chemistry, 6th ed.; Wiley: New York, 1999.
(42)
219.

Fischer, E. O.; Jira, R. Di-cyclopentadienyl-nickel. Z. Für Naturforschung B 1953, 8, 217–

(43) Ormaza, M.; Bachellier, N.; Faraggi, M. N.; Verlhac, B.; Abufager, P.; Ohresser, P.; Joly,
L.; Romeo, M.; Scheurer, F.; Bocquet, M.-L.; Lorente, N.; Limot, L. Efficient Spin-Flip Excitation
of a Nickelocene Molecule. Nano Lett. 2017, 17, 1877–1882.
(44) Tsukahara, N.; Noto, K.; Ohara, M.; Shiraki, S.; Takagi, N.; Shin, S.; Kawai, M.
Adsorption-Induced Switching of Magnetic Anisotropy in a Single Iron(II) Phthalocyanine
Molecule on an Oxidized Cu(110) Surface. Phys. Rev. Lett. 2009, 102, 167203.
(45) Delgado, F.; Fernández-Rossier, J. Cotunneling Theory of Atomic Spin Inelastic Electron
Tunneling Spectroscopy. Phys. Rev. B 2011, 84, 045439.
(46) Piamonteze, C.; Flechsig, U.; Rusponi, S.; Dreiser, J.; Heidler, J.; Schmidt, M.; Wetter, R.;
Calvi, M.; Schmidt, T.; Pruchova, H.; Krempasky, J.; Quitmann, C.; Brune, H.; Nolting, F. XTreme Beamline at SLS: X-Ray Magnetic Circular and Linear Dichroism at High Field and Low
Temperature. J. Synchrotron Radiat. 2012, 19, 661–674.
(47) Kresse, G.; Furthmüller, J. Efficient Iterative Schemes for Ab Initio Total-Energy
Calculations Using a Plane-Wave Basis Set. Phys. Rev. B 1996, 54, 11169–11186.
(48) Kresse, G.; Hafner, J. Ab Initio Molecular Dynamics for Liquid Metals. Phys. Rev. B 1993,
47, 558–561.
(49)

Blöchl, P. E. Projector Augmented-Wave Method. Phys. Rev. B 1994, 50, 17953–17979.

(50) Monkhorst, H. J.; Pack, J. D. Special Points for Brillouin-Zone Integrations. Phys. Rev. B
1976, 13, 5188–5192.
(51) Perdew, J. P.; Burke, K.; Ernzerhof, M. Generalized Gradient Approximation Made
Simple. Phys. Rev. Lett. 1996, 77, 3865–3868.
(52) Perdew, J. P.; Burke, K.; Ernzerhof, M. Generalized Gradient Approximation Made Simple
[Phys. Rev. Lett. 77, 3865 (1996)]. Phys. Rev. Lett. 1997, 78, 1396–1396.
(53) Allen, J. P.; Watson, G. W. Occupation Matrix Control of D- and f-Electron Localisations
Using DFT + U. Phys Chem Chem Phys 2014, 16, 21016–21031.
(54) Blügel, S.; Bihlmayer, G. Magnetism of Low-Dimensional Systems: Theory. In Handbook
of Magnetism and Advanced Magnetic Materials; Kronmüller, H., Parkin, S., Eds.; John Wiley &
Sons, Ltd: Chichester, UK, 2007.

34

(55) Sandratskii, L. M. Noncollinear Magnetism in Itinerant-Electron Systems: Theory and
Applications. Adv. Phys. 1998, 47, 91–160.
(56) Weinert, M.; Watson, R. E.; Davenport, J. W. Total-Energy Differences and Eigenvalue
Sums. Phys. Rev. B 1985, 32, 2115–2119.
(57) Daalderop, G. H. O.; Kelly, P. J.; Schuurmans, M. F. H. First-Principles Calculation of the
Magnetocrystalline Anisotropy Energy of Iron, Cobalt, and Nickel. Phys. Rev. B 1990, 41, 11919–
11937.
(58) Blum, V.; Gehrke, R.; Hanke, F.; Havu, P.; Havu, V.; Ren, X.; Reuter, K.; Scheffler, M.
Ab Initio Molecular Simulations with Numeric Atom-Centered Orbitals. Comput. Phys. Commun.
2009, 180, 2175–2196.
(59) Haldane, F. D. M. New Model for the Mixed-Valence Phenomenon in Rare-Earth
Materials. Phys. Rev. B 1977, 15, 2477–2484.
(60) Gunnarsson, O.; Andersen, O. K.; Jepsen, O.; Zaanen, J. Density-Functional Calculation
of the Parameters in the Anderson Model: Application to Mn in CdTe. Phys. Rev. B 1989, 39,
1708–1722.

35

Supporting Information
The Role of the Magnetic Anisotropy in Atomic-Spin Sensing of
1D Molecular Chains
Christian Wäckerlin,a,b Aleš Cahlík,a Joseba Goikoetxea,c Oleksandr Stesovych,a Daria
Medvedeva,d Jesús Redondo,a Martin Švec,a Bernard Delley,e Martin Ondráček,a Andres Pinar,a
Maria Blanco-Rey,f,g Jindrich Kolorenc,d Andres Arnau,c,f,g Pavel Jelíneka,g
a

Institute of Physics, Czech Academy of Sciences, Cukrovarnická 10, 16200 Prague, Czech

Republic
b Surface

Science and Coating Technologies, Empa, Swiss Federal Laboratories for Materials

Science and Technology, Überlandstrasse 129, 8600 Dübendorf, Switzerland
c Centro

de Física de Materiales CFM/MPC (CSIC-UPV/EHU), Paseo Manuel de Lardizábal 5,

20018 Donostia-San Sebastián, Spain
d Institute

of Physics, Czech Academy of Sciences, Na Slovance 2, 18221 Prague, Czech

Republic
e Condensed
f

Matter Theory, Paul Scherrer Institut, CH-5232 Villigen, Switzerland

Departamento de Polímeros y Materiales Avanzados: Fïsica, Química y Tecnología, Facultad

de Química UPV/EHU, Apartado 1072, 20080 Donostia-San Sebastián, Spain
g

Donostia International Physics Center (DIPC), Paseo Manuel de Lardizábal 4, 20018 Donostia-

San Sebastián, Spain

1

Parameters for the multiplet calculations and M(H) data
Table S1. Effective point charges for CrQDI. Additional parameters are: Ground state: 3d4, spinorbit scaling factor: 0.968, Coulomb scaling factor: 1.062
X (Å)

Y (Å)

Z (Å)

Charge (qe)

Atom label

-3.99363

1.43522

0

-0.0006

C

-5.20394

0.74795

0

2.4679

C

-5.20394

-0.74795

0

2.4679

C

-3.99363

-1.43522

0

-0.0006

C

-2.78331

-0.74795

0

2.4679

C

-2.78331

0.74795

0

2.4679

C

-1.57349

1.27598

0

-2.1663

N

-1.57349

-1.27598

0

-2.1663

N

-6.41375

1.27598

0

-2.1663

N

-6.41375

-1.27598

0

-2.1663

N

3.99366

1.43522

0

-0.0006

C

2.78334

0.74795

0

2.4679

C

2.78334

-0.74795

0

2.4679

C

3.99366

-1.43522

0

-0.0006

C

5.20397

-0.74795

0

2.4679

C

5.20397

0.74795

0

2.4679

C

6.41379

1.27598

0

-2.1663

N

6.41379

-1.27598

0

-2.1663

N

1.57352

1.27598

0

-2.1663

N

1.57352

-1.27598

0

-2.1663

N

Table S2. Effective point charges for CoQDI. Additional parameters are: Ground state: 3d7,
spin-orbit scaling factor: 0.881, Coulomb scaling factor: 0.931
X (Å)

Y (Å)

Z (Å)

charge (qe)

Atom label

-6.37583

1.27836

0

-3.5373

N

-6.37583

-1.27836

0

-3.5373

N

2

-5.17783

0.75148

0

-0.3325

C

-5.17783

-0.75148

0

-0.3325

C

-3.96755

1.43281

0

-0.0038

C

-3.96755

-1.43281

0

-0.0038

C

-2.75732

-0.75147

0

-0.3325

C

-2.75732

0.75147

0

-0.3325

C

-1.55928

1.27833

0

-3.5373

N

-1.55928

-1.27833

0

-3.5373

N

1.55947

1.27835

0

-3.5373

N

1.55947

-1.27835

0

-3.5373

N

2.75748

0.75147

0

-0.3325

C

2.75748

-0.75147

0

-0.3325

C

3.96774

1.4328

0

-0.0038

C

3.96774

-1.4328

0

-0.0038

C

5.178

-0.75148

0

-0.3325

C

5.178

0.75148

0

-0.3325

C

6.37601

1.27836

0

-3.5373

N

6.37601

-1.27836

0

-3.5373

N
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Figure S1. CrQDI magnetization curves recorded in grazing and normal incidence at 3 K.
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DFT+U calculations

Figure S2. (Upper left panel) Band structure of a CoQDI 1D periodic chain for the U = 5 eV high
spin (HS) magnetic state, where majority and minority spin bands are plotted in red and blue,
respectively. (Upper middle panel) Projected density of states (PDOS) onto Co 3d orbitals. (Upper
right panel) PDOS onto N 2p orbitals. The arrows indicate the spin majority and minority PDOS.
The bottom panels show the LUMO and HOMO orbitals of both spin channels. They are obtained
as the real-space representation of the Kohn-Sham states at the  point.

4

Figure S3. Same as Figure S2 for the U = 4 eV LS state of the CoQDI chain.
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Figure S4. Same as Figure S2 for the CrQDI chain (U = 5 eV).
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Table S3. Exchange coupling constant (J) between Cr atoms in a CrQDI 1D chain for
different values of the Hubbard U parameter. Notice the significant decrease in J value as U
increases.
U (eV) J (meV/µB2)
0

-19.03

3

-14.56

4

-6.45

5

-4.42

Table S4. Exchange coupling constant (J) between Cr atoms in a CrQDI 1D chain for U = 5
eV, including spin-orbit coupling (SOC), i.e. accounting for magnetic anisotropy, when spins
are aligned along x, y or z axes as indicated. Two different methods have been used (see Methods
Section in the Manuscript): fully self-consistent (SCF) method and the perturbative approach based
on the force theorem (FT). Anisotropic effects in the magnetic exchange coupling are clearly
negligible (well below 1%) in this system.

Axis

J (meV/µB2)
SCF

FT

x

-4.336 -15.160

y

-4.339 -15.161

z

-4.335 -15.161

No SOC -4.42

7

Table S5. CrQDI 1D chains magnetic anisotropy energy (MAE) for different U values. The
MAE is defined as the total energy difference corresponding to two different magnetization
directions along the a and b axis with a and b = x, y and z defined by the cartesian coordinates.
MAE = Ea-Eb (meV)
U (eV)
x-y

x-z

y-z

0

0.22

0.45

0.23

3

0.12

0.53

0.41

4

0.08

0.53

0.45

5

0.06

0.54

0.48

Table S6. CrQDI 1D chains orbital moments (miorb, with i = x, y, z) for different U values. A
direct comparison with previous data shown in Table S5 reveals that the MAE, measured as the
largest difference x-z, slightly increases as U increase, and mzorb follows this behavior but it is
antiparallel to ms, as it should be due to Hund’s rule.

U (eV) mxorb (µB) myorb (µB) mzorb (µB)
0

-0.018

-0.022

-0.028

3

-0.011

-0.019

-0.033

4

-0.012

-0.019

-0.036

5

-0.013

-0.016

-0.038
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Figure S5. Energy difference between the AFM and FM magnetic configurations, referred to the
most stable AFM configuration without any geometrical distortion, of Cr spin magnetic moments
in CrQDI chains (two Cr atoms in a doubled periodic supercell). The amplitudes of the three
different low-energy vibrational modes defining the geometrical distortion correspond to vertical
(z coordinate) displacements for the bending and vertical twist modes, or to lateral (x and y
coordinates) displacements for the in-plane twist. The corresponding eigenfrequencies (in THz)
are 1.52 / [1.56], 1.27 / [1.25] and -0.73* / [0.75*] for the bending, vertical twist and in-plane twist
modes, respectively, in FM / [AFM] configurations. The * symbol means imaginary value, i.e.,
true soft-mode. The conversion factor from THz frequency to meV energy is 1 THz = 4.13 meV.
Each of them are visualized above each plot. Note that the amplitude of the distortions is enlarged
in the models for a clear visualization. Interestingly, the magnetic order (AFM or FM) of the chains
is preserved under the excitation of these modes.
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Hybrid DFT calculations at the PBE0 level with different amount of Fock
exchange

Figure S6. Band structure of the CrQDI chain (leftmost panel) in the ferromagnetic state, the
corresponding density of states (next panel to the right), and frontier orbitals (more to the right).
Black solid lines represent the majority spin, red solid lines minority spin states. Black dotted line
denotes the Fermi level. Depicted orbitals: Minority-spin lowest-unoccupied top left; majority spin
lowest-unoccupied top right; minority-spin highest-occupied bottom left; majority-spin highestoccupied bottom right. The results shown here are from the calculation with the PBE0 exchangecorrelation functional.

Figure S7. Species- and orbital-projected densities of states in the ferromagnetic CrQDI chain.
(a) Species-projected DOS: Red lines chromium atoms, dark green lines nitrogen atoms, and blue
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lines carbon atoms. (b) Orbital-projected DOS: red, turquois, violet, maroon, and orange lines
stand for dxy, dyz, dxz, dx2-y2, and dz2-r2/3 orbitals of Cr, respectively, while dark green and blue stand
for pz orbitals of nitrogen and carbon atoms, respectively. Positive values represent majority spin,
negative values minority spin. The results shown here are from the calculation with the PBE0
exchange-correlation functional.

Figure S8. Band structure of the CoQDI chain in the ferromagnetic high-spin state (leftmost
panel), the corresponding density of states (next panel to the right), and frontier orbitals (more to
the right). Black solid lines represent the majority spin, red solid lines minority spin states. Black
dotted line denotes the Fermi level. Depicted orbitals: Minority-spin lowest-unoccupied top left;
majority spin lowest-unoccupied top right; minority-spin highest-occupied bottom left; majorityspin highest-occupied bottom right. The results shown here are from the calculation with the
modified PBE0 functional with 40 % of Fock exchange.
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Figure S9. Species- and orbital-projected densities of states in the CoQDI chain in the
ferromagnetic high-spin state. (a) Species-projected DOS: Red lines chromium atoms, dark green
lines nitrogen atoms, and blue lines carbon atoms. (b) Orbital-projected DOS: red, turquois, violet,
maroon, and orange lines stand for dxy, dyz, dxz, dx2-y2, and dz2-r2/3 orbitals of Co, respectively, while
dark green and blue stand for pz orbitals of nitrogen and carbon atoms, respectively. Positive values
represent majority spin, negative values minority spin. The results shown here are from the
calculation with the modified PBE0 functional with 40 % of Fock exchange.

Figure S10. Band structure of the CoQDI chain in the ferromagnetic low-spin state (leftmost
panel), the corresponding density of states (next panel to the right), and frontier orbitals (more to

12

the right). Black solid lines represent the majority spin, red solid lines minority spin states. Black
dotted line denotes the Fermi level. Depicted orbitals: Minority-spin lowest-unoccupied top left;
majority spin lowest-unoccupied top right; minority-spin highest-occupied bottom left; majorityspin highest-occupied bottom right. The results shown here are from the calculation with the
modified PBE0 functional with 40 % of Fock exchange.

Figure S11. Species- and orbital-projected densities of states in the CoQDI chain in the
ferromagnetic low-spin state. (a) Species-projected DOS: Red lines chromium atoms, dark green
lines nitrogen atoms, and blue lines carbon atoms. (b) Orbital-projected DOS: red, turquois, violet,
maroon, and orange lines stand for dxy, dyz, dxz, dx2-y2, and dz2-r2/3 orbitals of Co, respectively, while
dark green and blue stand for pz orbitals of nitrogen and carbon atoms, respectively. Positive values
represent majority spin, negative values minority spin. The results shown here are from the
calculation with the modified PBE0 functional with 40 % of Fock exchange.
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Table S7. Magnetic properties of CrQDI and CoQDI calculated with DFT, using a hybrid
functional with 40 % of Fock exchange. Low-spin–to–high-spin energy difference ΔE = (ELS –
EHS)/2 (the denominator of 2 appears because AFM unit cells with two metal atoms are used);
exchange coupling J = EAFM − EFM/(2 × S2) with S = ms / 2. No low-spin solution was found for
Cr.

Metal−Nitrogen ΔE
bond length (Å) (meV)

J (meV)*

ms
(μB)

Co (LS)

1.91

+22.97

−1.50
(AFM)

1

Co (HS)

2.02

0

−1.61
(AFM)

3

Cr

2.04

-

−6.66
(AFM)

4

Metal atom
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Additional STM spectroscopy data and fit of the Kondo resonance
Fano resonance fits (Figure S13a) were performed by fitting the data points with a Fano line
shape1,2:
ρ(E) ∝

(q + ϵ)2
,
1 + ϵ2

convolved with Fermi-Dirac distribution for T = 1.2 K (temperature of the microscope head),
where ε is the normalized energy:
ϵ=

E − Ek
ΓFano

The Kondo temperature was extracted from the Fano resonance half width at half maximum Γ𝐹𝑎𝑛𝑜
using equation2:
2 Γ𝐹𝑎𝑛𝑜 = 2√(πk B T)2 + 2(k B T𝐾 2 )
For the temperature of the system T = 1.2 K, the single point estimate of the Kondo temperature
from the Fano resonance fit is TK = 34.0 K.
For comparison (Figure S13b), we have also fitted the data with the Frota function3,4:
iΓFrota

ρF (ϵ) ∝ Im [−i√iΓ

].

Frota +ϵ

In this case, the Kondo temperature was extracted using the procedure described in ref. 5 by
correcting the extracted half-width at half-maximum Γ𝐹𝑟𝑜𝑡𝑎 by a simple quadratic approximation:
2

1
Γ̃ = √Γ 2 − (2 3.5k B T) ,

where the second term accounts for the thermal broadening at system temperature (T = 1.2 K). The
corrected value is consequently used to estimate the TK, using the same equation as in the case of
Fano resonance. For the Frota fit, we have obtained a single point estimate of the Kondo
temperature TK = 35.7 K.
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Figure S12. Fit of the Kondo peak measured on Cr site of CrQDI chains, see Fig. 5. The estimates
of Kondo temperature are based on fits of a) thermally broadened Fano resonance and b) Frota
function. For the high Kondo temperatures (~35 K; ~ 4 meV) neglecting the very small broadening
due to the lock-in amplifier (0.5 mV rms) is justified.

Figure S13. IETS spectra comparison of NiCp2 tip taken on different sites in the CoQDI
experiment. Red, blue and black curves correspond to spectra taken on Co, ligand and gold
substrate sites, respectively. Curves smoothed to reduce the noise. Tip-sample distance for all
curves corresponds to STM set point of ~3.2 nA at 10 mV.
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Simulations of IETS in the Hubbard model
Table S7. Parameters of the individual 3d shells constituting the Hubbard model. Crystalfield parameters Bkq in the Wybourne notation, strength of the spin-orbit coupling ζ, energy of the
3d level ε, and Slater integrals Fk. All values are shown in eV.
Cr2+ (C2v)

Co2+ (C2v)

Ni2+ (D5d)

B20

−2.93

−5.72

−0.40

B22

−1.67

1.70

—

B40

1.24

1.15

−8.28

B42

0.20

−0.26

—

B44

−2.91

−1.42

—

ζ

0.030

0.068

0.074

ε

−25.00

−50.00

−58.60

F0

8.00

8.00

8.00

F2

7.70

8.42

9.30

F4

4.79

5.23

5.77
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Figure S14. Hubbard model for NiCp2 tip and CoQDI. Evolution of the excitation energies
measured with respect to the ground-state energy E0. The excitation at 4 meV corresponds to a
spin flip at the Ni site, the excitation at 37 meV corresponds to a spin flip at the Co site and the
excitation at 4 + 37 = 41 meV corresponds to spin flips at both sites.

Figure S15. Theoretical d2I/dV2 spectrum of NiCp2 tip and CoQDI plotted over a larger bias
range than in Figure 7e to capture the peaks involving spin flips at the Co site.
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