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Abstract

Predicting volume swelling of structural materials in nuclear reactors under high-dose
neutron irradiations based on existing low-dose experiments or irradiation data with
high-dose-rate energetic particles has been a long-standing challenge for safety
evaluation and rapidly screening irradiation-resistant materials in nuclear energy
systems. Here, we build an Additional Defect Absorption Model that describes the
irradiation-induced swelling effects produced by energetic electrons, heavy-ions, and
neutrons by considering additional defect sinks inherent in the irradiation process.
Based on this model, we establish quantitative methods to predict high-dose swelling
from low-dose behavior and obtain the equivalent irradiation dose for different energetic
particles when the dose rates differ by several orders of magnitude. Furthermore, we
propose a universal parameter to characterize the swelling resistance of various alloys
and predict their radiation tolerances under different radiation conditions. This work
provides quantitative prediction methods for evaluating irradiation-induced swelling
effects of structural materials, which is critical to the safety and material development
for advanced nuclear reactors.

Introduction

The development of advanced nuclear energy systems is one of the most promising ways
to address the anticipated global climate change and energy crisis. In nuclear reactors,
the economics and safety depend critically on the durability of structural materials in
the reactor core, where the materials need to survive extremely harsh environments,
including irradiation by energetic neutrons up to 200 dpa (displacement per atom) [1, 2].
In addition, recent efforts to extend the lifetime of current nuclear reactors also raise
higher demands on irradiation tolerance of structural materials [3]. Therefore,
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evaluating and quantitatively predicting the performance of materials under high-dose
neutron irradiation and R&D of radiation-resistant materials are critical for the
realization of advanced nuclear energy systems and the lifetime extension of current
operating reactors.

Neutron irradiation can lead to severe property deterioration of structural materials,
such as volume swelling, hardening, embrittlement, creep, phase instability, etc [4].
Among them, volume swelling is a vital material degradation mechanism. The degree of
volume swelling has been used as one of the most critical criteria for materials selection
in the reactor design [5], and the swelling phenomena have been widely investigated
since the 1960s [5, 6]. Although a linear relationship between the swelling rate and the
irradiation dose is expected at high swelling levels [7], it is often difficult to evaluate the
swelling trend as it is intrinsically a non-linear relationship at low to intermediate doses.
Particularly, swelling in materials exhibits several distinct stages, i.e., a
nucleation/incubation stage, a transient stage, and a steady-growth stage. Until now,
there is no suitable general model to describe the volume swelling at different doses,
which greatly hinders the evaluation of structural materials in nuclear plants and the
development of new materials for advanced nuclear reactors.

Traditionally, neutron radiation effects are studied through test reactors. After
irradiation, the bulk properties of irradiated materials are tested, and the
microstructures are characterized by post-irradiation examination (PIE) techniques.
However, for advanced nuclear reactors, it would take a long time (more than ten years)
for irradiation with reactor neutrons because of the high dpa level to achieve
lifetime-relevant doses, resulting in an enormous cost and testing difficulty associated
with potentially high radioactivation of materials. Irradiation-induced volumetric
swelling in alloys is a bulk property of materials that can be measured with TEM
(transmission electron microscopy) since the dimensional changes are typically well
correlated with void formation [8, 9]. Since the 1970s, the energetic electron-beam from
HVEM (high voltage electron microscope) and heavy ions from accelerators have been
extensively used for irradiation and swelling investigation based on TEM
analysis [7, 10–14]. For example, some experts claimed that the void swelling of thin
samples irradiated by HVEM could represent the bulk property, and the fitting result
showed a swelling rate of (dose)1.58. [15] Experimental results also show that the
swelling rates decrease significantly with the increase of dose rates. Typical examples
are that much lower swelling rates for heavy-ion and electron irradiations are found
than neutron irradiation due to their higher damage rate [4, 7, 16–21]. Indeed, ion- and
electron-beam irradiation experiments could achieve high damage levels in a short time
and a shallow depth at a low cost with no or little radioactivation of
materials [4, 18,22–25]. However, because of the much higher damage rate (103-104
orders of magnitude higher) and the differences in the primary in-cascade process, the
extent to which electron or ion irradiation effects can represent neutron irradiation
needs to be scrutinized. Notably, there exist two critical and long-standing unsolved
questions for irradiation-induced volume swelling in practice: can volume swelling at
high doses be predicted from easily accessible low-dose irradiation experiments, and how
to quantitatively predict neutron radiation damage from high-dose-rate heavy-ion
irradiation experiments?

Volume swelling originates from the evolution of irradiation-induced defects. It is
well established that energetic particles interact with materials by transferring their
kinetic energies into the electronic and atomic subsystems of target materials.
Irrespective of the dose and dose rate difference, this process can be described by two
main simplified processes [7]: (1) Energetic particles first collide with lattice atoms and
produce primary knock-on atoms (PKAs), giving rise to Frenkel defects (i.e., vacancies
and self-interstitial atoms) with the same overall number of interstitials and vacancies.
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If the PKAs have sufficient kinetic energy, they can lead to further atomic cascade
displacements and produce more point defects and defect clusters. (2) Defect evolution
occurs through either recombination of interstitials and vacancies or diffusion-induced
defect absorption/accumulation at various defect sinks, such as dislocations, defect
clusters, grain boundaries, interfaces, and precipitates. The remaining mobile vacancies
aggregate for void formation and growth. For energetic heavy-ions and neutrons, their
PKAs can induce displacement cascades. In contrast, electron bombardment creates
uniform Frenkel defects without cascades. Although these energetic particles have
differences in charge states, mass, and damage rate, similar irradiation effects have been
observed, especially the microstructural changes in materials under irradiation such as
volume swelling [4, 7].

There have been sustained efforts to understand and describe the irradiation effects
at different doses and dose rates, especially regarding volume swelling. In the early
1970s, Brailsford and Mansur [26,27] developed a model that states that changes of an
irradiation variable can be accommodated by a shift in other variables so as to keep the
overall defect aggregation properties (such as swelling) invariant [17,27–30]. Was et al.
applied this model successfully in case of irradiation effects induced by protons and
neutrons at low doses (less than 5 dpa) and low dose rates ( 10-6 dpa/s) [31,32]. At
high dose and high dose rate, a direct comparison between neutron and ion or electron
irradiation effects becomes difficult, and discrepancies have been found [33–35]. Based
on the production bias model (PBM), Golubov and Singh et al. formulated a theoretical
description of volume swelling in pure metals and simple alloys, but with a number of
complicated parameters, making its application difficult, especially for actual alloys
with complex chemical compositions and microstructures [20,36–38]. Furthermore, it
has been shown consistently from frequently worldwide-used ion-irradiation experiments
that swelling rates are lower at higher-dose-rate irradiation [7, 16,20,21] Most recently,
Ren et. al. proposed a general radiation polarization theory and a sample spinning
strategy technique to mitigate the excess polarization artifact and point-defect
imbalance which might be crucial for making the simulation of neutron radiation by
ion-beam radiation more realistic [39]. Therefore, an application-oriented general model
and prediction methods of irradiation swelling in alloys at different irradiation doses and
dose rates are highly desired for the developments of advanced nuclear energy systems.

Generally, volume swelling occurs on a relatively large spatial scale and a long-time
scale. Consequently, the details of in-cascade characteristics and the transient defect
behavior are not so important when comparing irradiation effects at different dose rates
or with different particles, which justifies the application of rate theory models [7] by
neglecting the details of the atomic displacement process. In addition, volume swelling
provides a direct link between the observed void distributions at the microscopic level
and the material response at the macroscopic scale, which enables us to establish
equivalent relations between irradiations with different energetic particles. Taking into
consideration the importance of volume swelling in nuclear reactors, in this paper, we
develop an additional defect absorption model (ADAM) that separates material-related
properties and irradiation conditions and can be easily applied to predict volume
swelling of alloys at different doses and different dose rates. We first introduce ADAM
in the context of electron irradiation, where the produced defects are in the form of
uniformly distributed point defects without cascades. After validating this model with
experimental data, we extend ADAM to the case of neutron and heavy-ion irradiation
by including the energetic displacement cascade as one of the stages in the whole defect
evolution. Overall, our model provides a unified description of volume swelling at
different irradiation conditions and further, can be used to make quantitative
predictions of the swelling level of actual alloys at different doses and dose rates based
on available experimental data.
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Results

Swelling induced by energetic electrons

To illustrate the radiation damage process produced by energetic electrons, we
schematically show the irradiation effects in Figure 1, specifically the void formation, at
different dose rates.

Figure 1. Schematic illustration of the electron irradiation effects in ma-
terials at low and high dose rates. The energetic electrons generate uniformly
distributed point defects. (a) shows the defect process at low dose rates. The defects can
either recombine or be absorbed by defect sinks, including dislocations and boundaries.
The surviving defects lead to void formation and growth. (b) shows the defect process
at high dose rates, where the irradiation induces additional defect sinks can annihilate
and absorb mobile defects.

Electron irradiation induces uniformly distributed point defects. When the
irradiation dose rate is high, there is a high probability that Frenkel defects and a few
small defect clusters are produced in a high density in a short time period. If the dose
rate is sufficiently high, e.g., 10−2 − 10−3 dpa/s for electrons in HVEM, the newly
produced point defects could be annihilated by the near-by and co-existing Frenkel
defects or small clusters. The effect of this process is similar to the capture of defects by
the intrinsic sinks in the unirradiated alloys. So, we classify the irradiation-generated
near-by and co-existing Frenkel defects or small clusters at high dose rates as additional
sinks or irradiation-generated defect sinks. These additional sinks enhance vacancy
absorption and reduce the vacancy flux contributing to the void nucleation and growth.
Meanwhile, the high-dose-rate irradiation may make the lattice atoms vibrate quickly
and increase the local temperature (dynamic temperature), increasing the mobility of
defects in a small region and enhancing the additional defect absorption locally. To
account for these effects of enhanced defect absorption, we introduce an additional term
S′ into the rate theory to describe the loss of defects by the irradiation-generated defect
sinks. The total adsorption rate then becomes Si = Si0 + S′i and Sv = Sv0 + S′v, in
which Si0 and Sv0 are the absorption rate of the intrinsic defect sinks of the materials
toward interstitials and vacancies respectively, and S′i and S′v are the absorption rate of
irradiation-generated defect sinks for interstitials and vacancies, respectively.
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The additional sinks mainly result from the product of the near-by and co-existing
Frenkel defects at high dose rates, which may not be the final stable extended defects
(clusters) but can enhance local defect absorption in a locally “heated” region associated
with high dose rates, leading to point defect being captured locally. Under irradiation,
the generation rate of such additional defect sinks χi,v in reducing mobile defects is
proportional to the defect generation rate G for interstitials and vacancies respectively,
i.e. χi = δiGi and χv = δvGv at relevant temperatures for swelling, where δi,v are the
ratio constants. Consequently, the net absorption rate of the additional sinks is
proportional to their generation rate, i.e. S′i = γiχi = γiδiGi and S′v = γvχv = γvδvGv,
with γi,v being the proportional constants. Since the electron-irradiation-induced
defects are generated in the form of Frenkel pairs, the generation rate of interstitials Gi
and the generation rate of vacancies Gv are the same, Gi = Gv = G. The additional
sink introduced in our model is dynamic, depending on local temperature and nearby
defect cluster concentrations, etc. Since the role of the additional sink is the same as the
intrinsic sink in capturing interstitials and vacancies, the characteristics of these two
types of sinks are similar. The concentration and the sink strength of the additional
sinks may vary during irradiation, but the sink absorption rate bias may not change
significantly. Therefore, we assume that the sink bias towards vacancies and interstitials
from all sinks is roughly proportional to that of intrinsic sinks, i.e.,
Si/Sv = (Si0 + S′i)/(Sv0 + S′i) = b, Si0/Sv0 = b0, and b = βb0. As a result, the total
sink absorption rate for interstitials and vacancies are Si = Si0 + γiδiGi, and
Sv = Sv0 + γvδvGv, respectively. Note that additional sinks might be unstable because
of the possible irradiation-induced dissociation. In our model, the absorption rate of
additional sinks can be taken as the net absorption rate, i.e.
S′ = S′absorption − S′dissociation. Therefore, only those defects that survive from
dissociations contribute to defect absorption in our model.

With the additional defect sinks, we solve the classical rate theory equation for void
growth. We consider the sink dominant case since the total defect sinks play majority
roles in the considered conditions. The void-induced swelling is derived as:

swelling(%) = α

[
∆dpa,ele

1 + k′Gdpa,ele

]3/2

− c. (1)

where α = 4π
3V0

[
2ΩDvb−Di

bηSv0

]3/2
, k′ = γvδv

ηSv0
, and c =

4πr30
3V0

. Here η is the ratio of the

dose rate (Gdpa, dpa/s) and defect generation rate (G), V0 is the original volume
without voids, Ω is the defect volume, and Dv,i is the diffusion coefficient of
vacancies/interstitials. We also introduce r0 to account for the void nucleation stage.
Specifically, the value of r0 is the critical size of a void embryo that must be achieved in
order for the embryo to grow into a void. Eq. (1) provides the relation between volume
swelling and irradiation dose at different dose rates. It indicates that at a fixed dose
rate, swelling increases with irradiation dose slowly when the dose is relatively low, but
it undergoes a sharp increase at high doses. Furthermore, Eq.(1) predicts lower swelling
with increasing dose rate at a given irradiation dose due to extension of the transient
regime, which is in accordance with experiments [20,21,40].

The above model provides the quantitative dependence of volume swelling on
different parameters at a fixed temperature, including materials properties (α and c),
irradiation dose (∆dpa,ele), and dose rate (Gdpa,ele). For materials properties, α is
governed by intrinsic properties, such as defect diffusion coefficients and the absorption
rate of intrinsic defect sinks, including the influence of temperature, pressure, and
cold-work conditions on these properties. The parameter c is governed by the void
nucleation ability of materials.

In Eq. (1), k′ is related to the additional sink absorption rate per defect generation
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Figure 2. Validation of the model against volume swelling data from electron
irradiation experiments. (a) 316L irradiated by electrons at 530 °C [15], (b) EN58B
irradiated by electrons at 500 °C [41], (c) nickel irradiated by electrons at 450 °C [41],
(d) 316SS irradiated by electrons at different temperatures [42]. The solid lines are our
model-fitting results. (Note: some data point with high swelling rate are not included
since the saturation may result from surface effects of thin TEM samples)

rate, scaled by γi,v, δi,v and the absorption rate of intrinsic sinks. Since this model
accounts for the additional defect absorption at high dose rates, it is named as
Additional Defect Absorption Model. We validate ADAM based on volume swelling
data from electron irradiation with HVEM at different conditions. With the
irradiation-generated sinks considered, we are able to fit the experimental data to Eq.
(1). The results shown in Figure 2 suggest that ADAM agrees well with experimental
data, indicating our model provides a robust description of the dose dependence of
volume swelling.

It is shown in Figure 2 that volume swelling may start to grow continuously only
after a threshold irradiation dose. This corresponds to the nucleation process or
incubation period for volume swelling that is frequently observed in experiments [21, 43].
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By extrapolating to the dose where the swelling equals to zero, we obtain the threshold
dose ∆0 after which pronounced swelling begins (marked with an arrow in Figure 2(a)):

∆0 =
r2
0

2Ω

(1 + γvδv
ηSv0

Gdpa)bηSv0

Dvb−Di
(2)

which reasonably relates to r0 and other materials parameters. Besides, ∆0 increases
linearly with increasing Gdpa , a signature of the dose rate effects on the
nucleation/incubation regime. Our model thus provides a general description of the
swelling over the whole dose range.

In Figure 2, all the irradiation experiments were conducted at a fixed dose rate
(constant Gdpa,ele). As a consequence, we cannot isolate the parameter k′ but can only
take k′Gdpa,ele as a whole in our model fitting. Therefore, there are only two
parameters to obtain the relationship between the swelling and dose, i.e.,
α[1/(1 + k′Gdpa,ele)]

3/2 and c. The obtained parameters are provided in the
Supplementary materials. It is found that c is small in all cases, suggesting a short
incubation period for void swelling in electron irradiation. The prefactor
α[1/(1 + k′Gdpa,ele)]

3/2 increases with increasing temperature for 316SS, which agrees
with the higher swelling observed in experiments at 600 ℃.

Swelling induced by energetic heavy-ions and neutrons

In contrast to the isolated Frenkel pairs produced by electron irradiation, irradiation by
heavy-ions and neutrons induces energetic displacement cascades with nearly the same
features at the early stage of defect production. The damage process created by
heavy-ions and neutrons at different dose rates is schematically illustrated in Figure 3.
After the PKAs and then the collision cascades are produced by heavy-ions and
neutrons, athermal recombination between vacancies and interstitials dominates the
in-cascade process [44]. We consider that this process is similar to the situation of
electron irradiation at a higher beam current, and the same idea of additional sink is
used to account for the enhanced defect absorption. Although the defects induced by
electron and ion/neutron irradiations may be different, all these irradiation sources
produce defect clusters. Particularly, due to the high dose rate (10−3 − 10−2 dpa/s) of
high voltage electrons, the produced Frenkel defects are densely distributed spatially,
forming high-density defect spots. Such high-density defects are highly likely to
aggregate to defect clusters in their evolution processes. For ion/neutron irradiations
that create densely populated cascades and subcascades, defect clusters are directly
formed. In this sense, defect clusters can be created in both electron and ion/neutron
irradiations, contributing to subsequent defect evolution. The fate of these defect
clusters depends on various factors, such as irradiation-induced dissolution. The
in-cascade process in the case of neutron or heavy-ion irradiation may affect the number
of residual interstitials and vacancies entering into the governing equations [38, 45]. The
afterward process of defect evolution under these conditions is similar to that of electron
irradiations in terms of volume swelling. By treating the in-cascade process as one of
the stages of whole defect evolution (since the volume swelling occurs both at a large
spatial scale and a long-time scale), we introduce the irradiation-generated defect sinks
as stated above. Some experimental and simulation results [34,46–50] showed that the
neutron irradiation-induced stable dislocation loop or cluster density increase quickly
with dose and then saturate at around 2-3 dpa. So, at the high dose range, these stable
and extended defects as sinks to absorb mobile defects could be classified into the
intrinsic defect sinks, i.e., Sv0 and Si0. Comparing to neutron irradiation, the dose rate
of heavy-ion irradiation is 103 − 104 higher, similar to electron irradiation, and will also
increase the local dynamic temperature. As the energy of majority PKAs produced by
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neutron irradiation in iron is below 10 keV [51], we calculate a single cascade
morphology, as shown in Figure 4(a) , produced by 10 keV PKA(10 keV Fe ion) through
SRIM program [52] in Full Damage Cascades mode. And because the mean free path of
neutron is very large (about 4 centimeters in iron), neutron-induced PKAs are spatially
separated. Also with SRIM calculation, the cascades produced by PKAs along the
transport track of incident 1 MeV Fe ion are drawn in Figure 4(b) and Figure 4(c) .
Unlike neutron irradiation, a single heavy ion can induce dense PKAs along its transport
track. The cascades from these PKAs are produced in picoseconds [53] and are close to
each other. Thus, during heavy-ion irradiations, the additional sinks from the near-by
and co-existing defects, some of which are transitional defects, could also enhance local
defect absorption at a high dynamic temperature, leading to the extra capture of defects
in a local region that survive the in-cascade process. Recent MD results for high energy
PKAs also demonstrated that there are strong interactions between the closed-by
subcascades, which would help annihilating pre-created defects. [54]

Figure 3. Schematic illustration of the heavy-ion and neutron irradiation
effects in materials at low and high dose rates. The PKAs from heavy-ion and
neutrons produce defects through displacement cascades. (a) shows the defect process
at low dose rates, and (b) shows the defect process at high dose rates.

With the above consideration, we apply the derived ADAM to the case of heavy-ion
and neutron irradiations. The volume swelling becomes

swelling(%) = α

[
∆dpa

1 + k′Gdpa

]3/2

− c (3)

Here we have omitted the specific denotation in ∆dpa and Gdpa for different
energetic particles, which means this relation is suitable for all these energetic particles.
Based on this equation, we fit experimental data collected from experiments for
different alloys at varying temperatures and for the same alloy at varying dose rates. As
representative cases, Figure 5 shows the fitting results for irradiation data in different
material conditions, including varying materials, temperatures, pressure, and helium
incorporation (different α , k′, and c characterizing material conditions), while Figure 6
demonstrates the fitting results for the same material irradiated at different dose rates
(different Gdpa but with same α , k′, and c) [3, 20,21,33,41,43,55–59]. (A more
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Figure 4. cascade morphology produced by neutron or ion. (a) a cascade
produced by 10 keV PKA from neutron irradiation in iron; (b) spatially close cascades
produced by PKAs from 1 MeV Fe2+ irradiation in iron; (c) the partial enlarged view of
(b).

thorough validation of ADAM is provided in Supplement material). The fitting results
shown in Figure 5 and Figure 6 demonstrate ADAM is suitable for describing different
alloys at neutron and heavy-ion irradiation conditions in terms of volume swelling at the
same elevated temperature or in a narrow temperature range. Particularly, our model
captures the swelling trend even when He is present in the material, as shown in Figure
5 (e) and (f).

Prediction methods based on ADAM

For fast screening and evaluation of structural materials for advanced reactors and
current reactor lifetime extension, we predict volume swelling in alloys from low-dose
irradiation experiments to high-dose cases based on ADAM. Note that such high-dose
data usually requires at least several years to carry out neutron irradiation experiments
and PIE. The fitting results displayed in Figure 2, Figure 5, and Figure 6 provide the
growth trend of swelling at high doses beyond those in the experimental data,
representing the prediction merit of ADAM. In addition, the fitting results in Figure 6
indicate the quantitative correlation of the swelling rate with irradiation dose at
different dose rates (Gdpa ), or with different energetic particles, making the equivalence
possible between different energetic particles, especially between heavy-ion and neutron
irradiations in term of volume swelling in the same material at elevated temperatures.
When we compare two irradiation conditions that lead to different swelling levels in the
same material and the same elevated temperature, we have

swelling1

swelling2
=
α
[

∆dpa1

1+k′Gdpa1

]3/2
− c

α
[

∆dpa2

1+k′Gdpa2

]3/2
− c

(4)

In this case, derivation of the irradiation conditions with a given swelling level based
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Figure 5. Validation of the derived model using available irradiation data on
different alloys or alloy conditions (different α, k′, and c). (a) Fe-20Ni-xCr and
Fe-35Ni-xCr irradiated by neutrons at 538 ℃ [43]; (b) AISI316 irradiated by neutrons
at different temperatures [43]; (c) 304L SS, 316SS, D9, and 9-12Cr FM irradiated by
neutrons [3, 43, 55]; (d) 316Ti SS irradiated by neutrons at different pressure [58]; (e)
HT9 and T91 irradiated by 5 MeV Fe++ at 460 ℃ [57]; (f) F82H irradiated by neutrons
with different helium injection [56]. The solid lines are our model-fitting results.

on another irradiation experiment would require the knowledge of α , k′, and c. When
the swelling level is the same for the identical material, an equivalent relation between
the irradiation dose and dose rate can be obtained as:
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∆dpa1

1 + k′Gdpa1
=

∆dpa2

1 + k′Gdpa2
(5)

which is only governed by the parameter of k′.

Figure 6. Validation of the derived model using available irradiation data
with different dose rates for the same alloy (constant α , k′, and c). (a) 304
SS irradiated with different dose-rate neutrons [21], (b) Fe-15Cr-16Ni irradiated with
different dose-rate neutrons [20], (c) Ni irradiated by 1 MeV electrons and neutrons [41,59],
and (d) 304L SS irradiated by neutrons and heavy ions [33]. The solid lines are our
model-fitting results.

Equations (4-5) serve as the basis for predicting the swelling level for an identical
material at the same or similar elevated temperature at given irradiation conditions, as
well as the equivalent irradiation conditions at the same swelling level based on available
experiments. In Figure 7, we show three examples of such predictions. In Figure 7(a),
the parameters α , k′, and c are calculated from the low-dose irradiation data at
435–487 °C. Then Eq. (5) is used to predict the swelling rate at higher doses. Our
prediction is consistent with another set of high-dose irradiation data at 446 °C. Figure
7(b) and (c) illustrate the derivation of equivalent irradiation conditions with the same
swelling level, which only requires k′. In Figure 7(b), we calculate k′ for
Fe-15Cr-16Ni-0.25Ti from three sets of irradiation data (solid black symbols) [21].
Based on k′, the irradiation dose required to produce the same swelling at 7.8 × 10−7

dpa/s can be deduced from the data at 1.7 × 10−6 dpa/s. The predicted data (empty
pentagons) lie within the range of experimental data. In Figure 7(c), the equivalent
neutron irradiation dose is predicted from the self-ion (Fe ions) irradiation experiment,
with the k′ parameter calculated from two sets of irradiation data at different dose rates
(solid black symbols) [57,60]. It can be seen that the prediction agrees reasonably well
with available neutron irradiation data. Therefore, these examples suggest that our
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derived additional defect absorption model is capable of predicting volume swelling at
high doses from the low dose data, correlating the irradiation dose with different given
dose rates, and quantitatively predicting equivalent dose from high dose-rate
experiments (such as heavy-ions) to low dose-rate irradiation (such as neutrons).

Figure 7. Quantitative prediction of swelling level by ADAM. (a) Prediction
of swelling level in 304L from low doses to high doses. The parameters are calculated
from a set of irradiation data (blue triangle symbols) [55]. (b) Prediction for Fe-15Cr-
16Ni-0.25Ti from 1.7 × 10−6 dpa/s to 7.8 × 10−7 dpa/s at the same swelling level. The
parameters are calculated from three sets of irradiation data (solid black symbols) [21].
(c) Prediction for T91 from self-ion irradiation (1 × 10−3 dpa/s) to neutron irradiation
(3 × 10−6 dpa/s) at the same swelling level. The parameters are calculated from two
sets of irradiation data with different dose rates (solid black symbols) [57,60]
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Parameters in ADAM governing swelling

Irradiation effects in materials are complex processes, including defects production and
evolution. Previous works have established that volumetric swelling can be influenced
by different factors, including properties of materials, e.g., compositions and their
atomic weight, crystal structures, grain boundaries and interfaces, atomic bonds, solute
segregation and precipitation, the diffusivity of defects, sink strength, etc., at a fixed
temperature, and irradiation conditions, i.e., PKA spectrum, irradiation temperature,
dose and dose rate [20,40]. Based on ADAM, Eq. (3) shows that irradiation-induced
swelling is governed by α , k′, c, and ∆dpa. The parameter α contains different intrinsic
properties of materials (e.g., diffusivities of vacancies and interstitials at fixed
temperatures, various intrinsic sink strength) and determines how fast the swelling
grows. So, a higher α means faster swelling growth. The value of c is also a material
property and relates to the nucleation stage or incubation period for void evolution,
which is governed by the threshold dose ∆0 due to the nucleation/incubation process for
swelling. Therefore, a larger ∆0 indicates a longer nucleation/incubation time,
suggesting better swelling resistance. The value of ∆0 is very important for the
development of nuclear materials since the extension of the incubation period is the only
meaningful solution for designing swelling-resistant materials up to high doses. The
overall swelling of materials relies on both ∆0 and α since the dose-dependent swelling
includes an initial nucleation/incubation period, followed by a growth stage [61,62].
Finally, k′ relates to irradiation conditions and characterizes the ability of materials to
absorb mobile defects by the irradiation-generated additional sinks in response to the
high dose rate irradiations, which is related to γi,v, δi,v, and the absorption rate of the
intrinsic defect sinks. Since irradiation-induced defects, which are the source of
additional defect absorption, strongly depend on crystal structures and microstructures,
the parameter of δv is expected to be relating to these materials conditions. Therefore,
k′ is related to both intrinsic sinks and additional sink generation processes, indirectly
related to crystal structure and microstructures. The purpose of k′ in our model is to
reconcile the high density of additional sinks generated at high dose rates, which tends
to suppress swelling. As such, it is a key parameter to reveal the impact of dose rate on
swelling, as encountered in the comparison between ion and neutron irradiations. All
these parameters from our model are provided in the Supplement materials. In this
work, we did not explicitly consider the temperature. Therefore, our model describes
swelling from different irradiation conditions at the same temperature, or in a narrow
temperature window. Since material properties change with temperatures, the swelling
also depends on temperature besides the above three parameters. The relations of
swelling with all these different parameters are provided in Figure 8.

It is well known that the swelling rate of some alloys exhibits a peak at an
intermediate temperature, as shown in the upper panel of Figure 8(a). At low
temperatures, defect mobility is low, and a relatively high density of irradiation-induced
defect sinks are produced, both of which limits void growth. When the temperature is
sufficiently high, swelling is also reduced since the mobility of interstitials and vacancies
is high, and the recombination between them increases significantly. Besides, vacancy
supersaturation is reduced compared to thermal equilibrium, and the emission of
vacancies from cavities increases. The obtained parameters α and ∆0 from our model
based on the experimental data agree with this conclusion. In particular, α exhibits a
peak, whereas ∆0 shows a dip around the peak swelling temperature.

The dependence of α and ∆0 on alloy composition is shown in Figure 8(b) for
several well-studied alloys. In both Fe-35Ni-xCr and Fe-20Ni-xCr, α decreases, whereas
∆0 increases with decreasing Cr content. Therefore, the results suggest that reducing Cr
enhances the swelling resistance for these alloys. The variation of ∆0 is more significant
than α , signifying a primary influence of Cr on the duration of the incubation
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regime [43]. This agrees with prior phenomenological experimental assessments of
Fe-Ni-Cr austenitic alloys that the chemical changes predominantly affect the incubation
dose rather than the steady-state swelling rate [21,63]. To access the parameter of k′ for
different materials, we need experimental data from different dose rates. Among all the
data that we have gathered, the swelling data on Fe-15Cr-16Ni and Fe-15Cr-16Ni-0.25Ti
can be used to compare k′ for these two materials, as they were irradiated with varying
dose and dose rate at the same temperature. Figure 8(c) displays the dependence of k′

and ∆0 on the dose rate for Fe-15Cr-16Ni and Fe-15Cr-16Ni-0.25Ti. For the same
material, it is seen that k′ is constant. It’s interesting to find that Fe-15Cr-16Ni-0.25Ti,
with better swelling resistance than Fe-15Cr-16Ni [43], has a smaller k′, which indicates
that if an alloy possesses more intrinsic vacancy absorption centers, or higher intrinsic
sink strength, i.e., larger Sv0, the irradiation-induced additional sinks are less important
for volume swelling. On the other hand, ∆0 increases linearly with the dose rate for
both alloys, consistent with Eq. (2). This conclusion is in line with experiments [63].

Figure 8. Dependence of swelling (characterized by ∆0 , α , and k′) on
different factors. (a) Temperature [43], (b) materials [43], and (c) dose rate [21,63].
A summary of the results provided in (d) shows the relations of swelling (characterized
by ∆0/α) with temperature for different materials under neutron irradiation [3, 20,33,
43,55,56,59,64–66], where the irradiation dose rates are comparable.

Based on the above discussion, a material with enhanced swelling resistance would
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have a high ∆0 but a low α so that there are a prolonged incubation period and a low
growth rate. To quantify this relation, we use the simple parameter ratio of ∆0/α as a
figure of merit to characterize the relative swelling resistance of materials at comparable
dose rates. With this definition, larger values of ∆0/α correspond with better swelling
resistance in a material. A summary of ∆0/α values for different materials under
neutron irradiation is demonstrated in Figure 8(d), together with the temperature at
which ∆0/α is obtained. Among all the materials, Cu exhibits the lowest ∆0/α due to
its poor swelling resistance. On the other hand, MA957, a type of ODS (Oxide
Dispersion Strengthened) steel, possesses the highest ∆0/α among the materials
examined, suggesting that its excellent ability to suppress swelling is due to the high
density of nano-particles that provide numerous defect sinks to absorb the mobile
vacancies. For the same material AISI316, the curve of ∆0/α with the temperature at
reactor-relevant dose rates is in accordance with the experimental swelling peak at
about 510°C. Note that ∆0/α also depends on the dose rate, as shown in Figure 8(c);
the comparison in Figure 8(d) is made at comparable dose rates. It also can be seen
from Figure 8(c) that a smaller k′ corresponds to a larger ∆0/α at a given dose rate,
indicating that an alloy with higher intrinsic sink strength exhibits better swelling
resistance.

Helium, which can be produced through transmutation reactions under fast fission
and fusion neutron irradiation, is of great concern for nuclear materials. The results
shown in Figure 5(e) and (f) suggest that ADAM can be used to describe the effects of
He on swelling. As the migration of He to sinks, e.g. grain boundaries and dislocations,
will reduce sink capture efficiency [67–69], thus reducing sink absorption rate Sv0,

increasing parameter α = 4π
3V0

[
2ΩDvb−Di

bηSv0

]3/2
, reducing threshold dose

∆0 =
r20
2Ω

(1+ γvδv
ηSv0

Gdpa)bηSv0

Dvb−Di , and facilitating swelling in materials (as indicated by the
decrease of ∆0/α for “F82H” to “F82H+He” as shown in Figure 8(d)).

Implication of the prediction neutron irradiation from heavy-ion
irradiation

By introducing the irradiation-generated additional defect sinks, we provide a simple
unified model (ADAM) to describe the volume swelling in alloys irradiated by different
energetic particles with varying dose rates at a given temperature. These additional
sinks come from the near-by and co-existing defects at high dose rates, enhancing local
defect absorption, compensating for the effects of high dose rates, and leading to fewer
mobile defects that contribute to volume swelling. This is consistent with the general
observation that the efficiency of producing swelling is lower for high-dose-rate than
low-dose-rate irradiations (shown in Figure 6), which highlights the role of the additional
sinks in influencing volume swelling when the dose rates vary by several orders (e.g.,
heavy-ions vs. neutrons). To provide further validation of our model, we have simulated
void swelling in the framework of phase-field modeling, as provided in the Supplement
materials. The modeling results are consistent with our ADAM analysis, where swelling
grows steadily with increasing doses. Inspiringly, the swelling relation with irradiation
dose can be well modeled by our ADAM formulae. Besides, the phase-field results
reproduce the suppressed swelling trend with an increasing dose rate, in line with our
ADAM prediction and experiments. Therefore, these integrated computational efforts
shed light on the swelling mechanism in materials under different irradiation conditions,
which serve as important guidelines for designing swelling-resistant structural materials.

At the same swelling level, our model indicates that by selecting suitable
experimental conditions, heavy-ions, especially self-ion irradiation, can be used not only
to investigate the irradiation damage mechanism but also to predict equivalent neutron
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irradiation dose at the same volume swelling level. This prediction from ion irradiation
to neutron radiation makes heavy-ion irradiation quite important and useful in the fast
screening of advanced nuclear structural materials. However, the high dose rate
screening results need to be adjusted by a factor to account for dose rate effects. From
Eq. (5), we have the factor ∆ions/∆neutrons = (1 + k′Gions)/(1 + k′Gneutrons) > 1,
where ∆ions and ∆neutrons are doses at the same swelling level for ions and neutrons,
respectively. As a consequence, the difference between the dose of heavy-ions and
neutrons (∆ions − ∆neutrons) = ∆ionsk

′(Gions −Gneutrons)/(1 + k′Gions)) increases
with increasing ion dose (∆ions). Therefore, the radiation tolerance of alloys determined
solely by heavy-ion irradiation results may be quantitatively overestimated by this
factor, e.g., 1.38 for 304L in Figure 6(d) and 2.39 for T91 in Figure 7(c), where the
differences in factors are due to different material parameters of k′. It means that a
dose of 300 dpa or 600 dpa of ion irradiation of T91 is only equivalent to 125 dpa or 250
dpa (5/12) of neutron irradiation in terms of void swelling, respectively. Our model
indicates that in the high dose regime, increasing the irradiation dose of heavy-ions only
leads to a limited increase in the equivalent neutron dose.

In our model, we assume that there is no saturation of void swelling in materials
under irradiation, agreeing with most experiments. In principle, when voids are large
enough, the void surfaces may become the predominant sink for all types of radiation
defects. Besides, there is a possibility of the reduction of network dislocation densities
at high doses. In these cases, void swelling may saturate at high irradiation doses.
However, most experiments show no saturation of void swelling within a given
irradiation dose. Particularly, only under certain conditions is found saturation of
swelling. For instance, electron irradiation of stainless-steel samples that are too thin
leads to an apparent saturation of swelling, which is actually an artifact of the surface
impact. The irradiation of bulk samples, on the other hand, gives rise to steady swelling
without saturation. To validate our model, we have chosen the experimental data that
mostly show no saturation of void swelling under irradiation. Accordingly, the total sink
absorption rate bias (k) is constant in our model. Therefore, our model cannot be used
to predict swelling in the saturation regime. Overall, experimental evidence for a
high-dose swelling saturation regime is very limited, and convincing evidence for
swelling saturation did not emerge until 100 dpa for neutron-irradiated Fe-Cr-Ni
alloys [43] or 1000 dpa for ion irradiated T91. [70] Our model is proved to be applicable
at such high doses.

Our additional defect absorption model is application-oriented and is based on a
simplified description of irradiation-induced volume swelling in alloys considering point
defect production and evolution, such as those in the electron irradiation. We extended
ADAM to heavy-ion and neutron irradiation cases, but the detailed in-cascade atomistic
processes are not explicitly considered. We also did not consider the details of sink
strength from different types of defect sinks since our focus is on the effects induced by
the dose and dose rate difference. Besides, we assume that the strength of intrinsic
defect sinks is approximately constant during the irradiation. The details of defect
forms, such as different types of defect clusters, are also neglected. Therefore, although
our model can be used to describe the whole stage of volume swelling and fit the
experimental data well at different irradiation conditions, the quantitative prediction of
equivalent irradiation dose at different dose rates and from low-dose to high-dose cases
may not be used for all irradiation conditions. In ADAM, we have omitted the
contribution of thermal vacancies at the void surface. This approximation is reasonable
at intermediate temperatures but may not be suitable at high temperatures (such as
T > 0.5TMelting). Finally, it’s worth noting that it is impractical to build equivalent
relations based on the present model for all the irradiation effects produced by neutrons
and heavy-ions, such as irradiation-induced hardness, embrittlement and creep. Hence,
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there is still a high challenge to study and quantify comprehensive materials’
performance under high-dose neutron irradiation by virtue of heavy-ion or self-ion
irradiation techniques.

In summary, considering the main characteristics of defect evolution under energetic
particle irradiation, this paper constructs an integrated kinetic rate theory model to
correlate the volume swelling in alloys under different irradiation conditions.
Specifically, our model introduces an additional defect sink in the defect master
equations when considering the differences in dose rates of irradiations. With the
irradiation-generated additional defect sink, our model provides a unified description of
volume swelling at different doses and dose rates, especially for different energetic
particles. Based on ADAM, quantitative methods are established to predict irradiation
swelling in alloys for the advanced nuclear energy system, from low doses to high doses,
from one dose rate to another dose rate. It can particularly be used for predicting the
equivalent dose from heavy-ion irradiation to neutron irradiation experiments. In
addition, the parameters of ∆0 and α in ADAM well capture the swelling features, and
the combined parameter of ∆0/α is proposed to quantitatively characterize the relative
swelling resistance of alloys for nuclear plants. Therefore, this work provides an
innovative practical solution to evaluate the swelling effects of the structural materials
in reactor cores and a fast screening way to assess the performance of newly-developed
alloys for advanced nuclear energy systems.

Materials and Methods

The governing equations for interstitials and vacancies respectively under electron
irradiation, are

∂ci
∂τ

= Gi −Rivcicv − Sici, (6)

∂cv
∂τ

= Gv −Rivcicv − Svcv. (7)

In these two equations, ci and cv are the concentration of interstitials and vacancies
respectively, and Riv is the recombination rate of interstitials and vacancies. If local
equilibrium is reached (τ is sufficiently large), meaning steady-state conditions, and
assuming Gi = Gv = G, the solutions of Eqs. (6) and (7) give the defect concentrations:

ci =
Sv
Si
cv, cv =

2G

Sv +
√

4GRiv
Sv
Si

+ S2
v

(8)

The steady-state solutions are used in the following volume swelling model since it is
generally considered that defects can achieve their equilibrated states quickly compared
to the time scale of volume growth [7]. The classical rate theory for void growth is [7]:

dr

dt
=

Ω

r
[Dvcv −Dici] (9)

where r is the void radius, and Ω is the defect volume. Here we have omitted the
concentrations of thermal vacancies in the void surface. After inserting the solutions of
cv,i, we have

dr

dt
=

Ω

r
[DvSi −DiSv]

−1 +
√

1 + 4GRiv
SiSv

2Riv
(10)
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We consider the sink dominant case, i.e., 4GRiv
SiSv

� 1. In this case, Eq. (10) can be
simplified to:

dr

dt
=

Ω

r
[DvSi −DiSv]

G

SiSv
(11)

The solution of this equation is r =
[
t 2GΩ
Sv0+γvδvG

(Dv − Di
b )
]1/2

. After inserting the

assumption b = βb0, the total void-induced swelling can be written as:

swelling(%) =
∆V

V0
=

4πr3

3 − 4πr30
3

V0
=

4π

3V0

[
t

2GΩ

Sv0 + γvδvG

DvβSi0 −DiSv0

βSi0

]3/2

− 4πr3
0

3V0

(12)
Considering the relations among dose (∆dpa, dpa), dose rate (Gdpa, dpa/s), and

defect generation rate (G) of electrons, Gdpa,ele = ηG, and ∆dpa,ele = Gdpa,elet, we can
rewrite the swelling to

swelling(%) =
4π

3V0

[
2Ω

DvβSi0 −DiSv0

βηSi0Sv0

∆dpa

1 + γvδv
ηSv0

Gdpa

]3/2

−4πr3
0

3V0
= α

[
∆dpa,ele

1 + k′Gdpa,ele

]3/2

−c.

(13)
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https://github.com/pku-ion-beam/PFM.

Acknowledgments

The authors thank Dr. Roger Stoller and Dr. Yong Dai for valuable discussions and
suggestions. This work was supported by National Science Foundation of China (Grant
No. 11935004 and Grant No. 12192280). S. Zhao was support by City University of
Hong Kong (Grant No. 9610425).

Contributions

Y. W. and S. J. Z. conceived the research. W.G. and S.Z. performed the theoretical
investigation. C. W., H. L., Y.S, and J. X. assisted in data collection and analysis. S. Z.,
Y.W., W.G., C. W. and S. J. Z. prepared the manuscript. All authors discussed the
results, commented on the manuscript, and contributed to the writing of the paper.

References

1. S.J. Zinkle and L.L. Snead. Designing Radiation Resistance in Materials for
Fusion Energy. Annual Review of Materials Research, 44(1):241–267, jul 2014.

18/23



2. MJ Norgett, MT Robinson, and IM Torrens. A proposed method of calculating
displacement dose rates. Nuclear Engineering and Design, 33(1):50–54, 1975.

3. S. J. Zinkle and G. S. Was. Materials challenges in nuclear energy. Acta
Materialia, 61(3):735–758, feb 2013.

4. S.J. Zinkle. Radiation-Induced Effects on Microstructure. In Rudy J M Konings
and Roger E Stoller, editors, Comprehensive Nuclear Materials, volume 1, pages
65–98. Elsevier, 2012.

5. R. F. Mattas, F. A. Garner, M. L. Grossbeck, P. J. Maziasz, G. R. Odette, and
R. E. Stoller. The impact of swelling on fusion reactor first wall lifetime. Journal
of Nuclear Materials, 122(1-3):230–235, may 1984.

6. C. Cawthorne and E. J. Fulton. Voids in irradiated stainless steel, nov 1967.

7. Gary S Was. Fundamentals of radiation materials science: metals and alloys.
Springer Science & Business Media, 2007.

8. S. J. Zinkle and K. Farrell. Void swelling and defect cluster formation in
reactor-irradiated copper. Journal of Nuclear Materials, 168(3):262–267, dec 1989.

9. Frank A. Garner. Radiation-Induced Damage in Austenitic Structural Steels
Used in Nuclear Reactors. In Rudy J M Konings and Roger E Stoller, editors,
Comprehensive Nuclear Materials, pages 57–168. Elsevier, Oxford, second edi
edition, 2020.

10. O. El-Atwani, N. Li, M. Li, A. Devaraj, J. K.S. Baldwin, M. M. Schneider,
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