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Magnetic biskyrmions are observed in experiments but their existences are still under debate. In
this work, we present the existence of biskyrmions in a magnetic film with tilted uniaxial anisotropy
via micromagnetic simulations. We find biskyrmions and bubbles share a unified three-dimensional
structure, in which the relative position of two intrinsic Bloch points dominates the two-dimensional
topological property in the film middle. The film edge can drive Bloch points and transform bubbles
into biskyrmions via the demagnetizing field. This mechanism is found in the formation process of
biskyrmions in confined geometry under zero field. Our work clarifies the structure and formation
mechanism of biskyrmions, emphasizing the three-dimensional aspect of skyrmion-related nanostructures.

Magnetic skyrmions are particle-like spin textures of
nontrivial topology found in many materials [1, 2]. It has
received much attention due to both fundamental interests in topological matters and potential applications in
spintronics [3–6]. While intensive efforts have been made
to improve the applicability of conventional skyrmions,
alternative topological objects have been studied recently
[7–10]. These spin textures can exhibit different properties and bring new possibilities for innovative device applications [11–14]. Among them, biskyrmions observed in
centrosymmetric magnets [15, 16] attract lots of attention
due to its rare topological charge of two even in the absence of Dzyaloshinskii-Moriya interaction (DMI). However, it is later proposed that biskyrmions could be misleading images of topologically trivial bubbles observed
by Lorentz transmission electron microscopy (TEM) [17–
19] since biskyrmions have not been considered under realistic conditions as in experiments.
Nonetheless, magnetic bubbles cannot explain the observation of the large topological Hall effect (THE) [16],
although THE is not sufficient evidence for the existence
of skyrmions. In addition, the stability of biskyrmions
in films of finite thickness has been confirmed theoretically [20]. Therefore, the existence of biskyrmions still
remains an open problem to be solved. Alternative techniques have to be utilized to provide more experimental
evidence. On the other hand, it is imperative to understand the formation mechanism of biskyrmions theoretically which can serve as guides of realizing and utilizing
biskyrmions in the experiments. The three-dimensional
(3D) structure of biskyrmions could provide the key to
addressing this issue since both the bubble explanation
and the stability analysis are 3D in nature. In fact, the
3D extensions of skyrmions have become an emerging

area to explore [21–24], partially because of the finitethickness nature of skyrmions. Especially, a new type
of 3D topological spin texture called hopfions has been
proposed and studied recently [25–27].
In this work, we present the three-dimensional structure of magnetic biskyrmions in uniaxial ferromagnets
and analyze its formation mechanism based on micromagnetic simulation. We simulate a thin film with the
easy axis at a tilted angle to the surface normal and realize biskyrmions in the film middle. The 3D structure
of biskyrmions is similar to type-II bubbles [28, 29], in
which the magnetization points radially near the surface
[17]. In the film middle, the difference between topologically trivial bubbles and biskyrmions is dominated by
the relative position of two intrinsic Bloch points (BPs)
[30] in the thickness direction. BPs can be driven across
each other in the thickness direction by film edges, inducing the formation of biskyrmions. This mechanism
can be utilized to generate biskyrmions in a stripe-shape
magnetic film.
Micromagnetic simulations in this work are performed
using Mumax3 [32], considering the exchange, dipolar,
uniaxial anisotropy and Zeeman interactions. The material parameters of MnNiGa alloy are listed as follows
[17]: exchange stiffness A = 2 × 10−11 J · m−1 , saturation
magnetization Ms = 5.16 × 105 A · m−1 , and uniaxial
anisotropy Ku = 8.7 × 104 J · m−3 . Previous studies report that the crystal orientation, thus the magnetic easy
axis direction, is a key ingredient to form biskyrmions
[33]. Hence, we perform simulations with the easy axis
at a tilted angle of 31◦ as in the [122̄] crystal [33]. The
thickness of films in simulations is 160 nm to constrain
the formation of type-I bubbles [17], corresponding to the
typical film thickness in experiments. The values of ge-
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FIG. 1. (a)(b) The spin texture of the biskyrmion slightly below the film middle and the bubble in the film middle, respectively.
The arrow represents the in-plane magnetization mxy . (c)(d) The distribution of topological charge density, i.e., the integrand
in Eq.1, of spin textures in (a) and (b), respectively. (g) The bubble transformed from (a) at 0.2 T. The external field is
increased with steps of 0.02 T, and the state is relaxed in every step. The magnetic easy axis lies in xz-plane. (e)(f)(h)
Corresponding Lorentz TEM images of (a)(b)(g), respectively. Calculation is performed with magnetization averaged through
the thickness at defocus of 1.6 mm [31].

ometry, cell size, and external field can be varied and are
always specified in figure captions or the main text.
The simulation is initialized by relaxing a state with
random magnetization orientation at an external magnetic field normal to the sample. We start with a sample of 1.2 µm × 1.2 µm × 160 nm size with cells of
2 nm × 2 nm × 4 nm at an external field of 0.12 T. It
is known that two types of magnetic bubbles can emerge
in the uniaxial magnetic film. Furthermore, the presence
of tilted easy axis can introduce in-plane anisotropy so
that type-II bubbles become energetically favorable. As
a result, type-II bubbles are most commonly observed in
our simulations [34]. In contrast with the spin texture
of a typical bubble shown in Fig.1(b), a biskyrmion can
be found in Fig.1(a). Although the in-plane anisotropy
causes in-plane magnetization inside and outside the domain wall in both bubbles and biskyrmions, it has no
influence on their topological nature. The topological
charge of these spin textures can be calculated as:
Z
Q = 1/4π dxdy m · ∂x m × ∂y m
(1)
where m is the unit vector of magnetization. The topological charge Q of the spin texture is 2 in Fig.1(a) against
0 in Fig.1(b) via numerical calculation. Nevertheless, the
spin texture in Fig.1(a) is not the very model assumed
with Lorentz TEM images, in which a biskyrmion is composed of two Bloch-type skyrmions with opposite helicities. By contrast, it is a thin-wall biskyrmion bubble,
whereas it would still be called a biskyrmion to be distinguished from topologically trivial bubbles in the following.
We note that the structures in Fig.1(a) and Fig.1(b)

are quite similar. The main difference is the direction of
Bloch lines in the domain wall indicated by the dashed
circles, which turns out to be the key factor for the topological charge as indicated in Fig.1(c) and Fig.1(d). The
reason can be better understood by the winding number
associated with domain walls, which describes a 2π twist
along the domain wall [35, 36]. Although this interpretation is equivalent to the topological charge in Eq. 1,
it emphasizes the structure of domain walls. In detail,
the Bloch lines reverse the magnetization twice and thus
make a twist of 4π along the domain wall in Fig.1(a),
whereas the opposite Bloch lines cancel the twist along
the wall in Fig.1(b). When the external field is up to 0.2
T, the biskyrmion in Fig.1(a) becomes a standard typeII bubble, as shown in Fig.1(g). It should be noted that
bubbles in Fig.1(b) can also become more standard as in
Fig.1(g) under a high field.
To compare with the previous experimental results, we
calculate the Lorentz TEM images of these spin textures
displayed in Fig.1. As can be seen, images in Fig.1(e) and
Fig.1(f) are similar to each other and consistent with previous experimental results at low external field after field
cooling [37]. Moreover, the image shown in Fig.1(h) consisting of black and white semicircles is in good agreement
with experimental results observed at high field [15, 16].
These results confirm that tilted bubbles can produce the
Lorentz TEM images like biskyrmions, as reported previously [17, 19], but the spin texture corresponding to the
image could still be a biskyrmion.
Next, we inspect the 3D spin structures to explore
the formation mechanism of biskyrmions. Although
skyrmions are usually assumed to be homogeneous
through the film thickness, the surface magnetization of

3
(a)

(b)

BP

z
y
x

π

π/2
3π/2

0

FIG. 2. (a) Illustration of the 3D structure of a type-II bubble.
(b) The contour surface of mz = 0 of a simulated bubble
and diagrams of two BPs on it. The sample is defined as
2 µm × 2 µm × 200 nm size with cells of 4 nm × 4 nm × 4 nm.
The simulation is performed with perpendicular easy axis at
a perpendicular external field of 0.06 T. Other parameters
are the same as in the main text. The color represents the
direction of magnetizations as conventional color wheel at the
right bottom corner. The contour surfaces in this work are
drawn with the software Spirit [41].

a Bloch-type skyrmion can form Néel-caps [38–40]. Such
configurations also exist in the 3D structure of bubbles
[17]. Therefore, we revisit the 3D structure of the type-II
bubble as shown in Fig.2(a). As can be seen, the magnetization forms a type-II bubble in the middle while it
points out (in) radially at the top (bottom). The magnetization indicated by green (red) arrows is opposite between the middle and the top (bottom). An intrinsic 3D
BP resides between them, considering the magnetization
is also opposite inside and outside the domain wall. The
contour surface of mz = 0 of a standard type-II bubble, i.e., the two-dimensional domain wall, is depicted in
Fig.2(b). Two BPs exist on this surface, as indicated by
the circles in Fig.2(b).
A BP can be characterized by a 3D skyrmion charge
[30]:
Z
q = 1/8π dAi ijk m · ∂j m × ∂k m
(2)
where the integration is taken over a closed surface A
surrounding the BP. According to this, the two BPs in
Fig.2(b) have opposite charges.
BPs appear to be roughly aligned along the easy direction in the presence of the tilted anisotropy and the region
magnetized along the easy axis (green color in Fig.3) is
enlarged, as shown in Fig.3(a). Moreover, it is interesting to note that the 3D structure of the core of bubbles
or biskyrmions is topologically different from a tube, as
demonstrated in Fig.3(b).
The 3D structure of biskyrmions is quite similar with
bubbles. Fig.3(c) and Fig.3(d) demonstrate the half of
the surface mz = 0 of the bubble in Fig.1(b) and the

biskyrmion in Fig.1(a), respectively. Comparing Fig.3(c)
with Fig.3(d) shows that the major difference between a
bubble and a biskyrmion is the relative position of BPs.
In other words, the BPs in biskyrmions are across each
other in the thickness direction. Specifically, the formation of the biskyrmion in Fig.1(a) is induced by the
motion of the upper BP, which is clearly illustrated by
Fig.3(d).
These findings can also be confirmed by the dependence of the topological charge Q with perpendicular
position z, as shown in Fig.3(e) and Fig.3(f). Because
of Néel-caps on the surfaces, topological charges of both
bubbles and biskyrmions are equal to 1 near the surfaces.
Such structures along the thickness thus can dominate
the measurement of THE. As a result, even topologically
trivial bubbles can exhibit THE. Meanwhile, the difference in topology between bubbles and biskyrmions only
exists in the middle. Therefore, the topological charge
changes in two transition positions through the thickness. A change of topological charge through the thickness has to be attributed to a BP. As can be seen, the
transition positions of topological charges agree with the
locations of BPs depicted by blue shades, which provides
compelling evidence for the BPs’ role in the formation of
biskyrmions.
In addition, it can be inferred that the motion of BPs
accounts for the transition from biskyrmions to bubbles
derived from the increase of the external field. Increasing
the field drives BPs towards the surface and expands the
zero-Q thickness. In summary, biskyrmions and bubbles
have different topologies as a two-dimensional structure,
while they share a unified 3D model. This result emphasizes the significance of the 3D aspect of topological
objects in magnetism.
We have demonstrated that the relative position of
BPs is the key factor to form biskyrmions. The remaining problem is why the BPs’ locations are different between biskyrmions and bubbles. The residing area of the
biskyrmion [34] inspires us to investigate the effect of the
film edges. Therefore, we try to create biskyrmions in
geometry-confined films, which happen to be the common case in application. As a result, two biskyrmions
are generated in a rectangle film under zero field with the
easy axis tilted at an angle of 15◦ , displayed in Fig.4(a).
It turns out that type-I bubbles are favorable in confined geometry. Therefore, a y-component field is introduced to produce type-II bubbles at first. In detail,
these bubbles are realized by relaxing the randomly magnetized state at an external magnetic field of (0, 0.05,
0.14) T. Then the y-component and z-component are removed with steps of 0.01 T sequentially, and the state is
relaxed in every step. After removing the y-component
field, the elimination of the z-component field Bz makes
bubbles enlarge and transform to biskyrmions under the
influence of edges. Fig.4(b) shows the variation of Q versus z during removing Bz , demonstrating the process of
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FIG. 3. (a)(b) Contour surfaces of mz = 0 and mz = −0.92
of the bubble in Fig.1(b). The color represents the direction
of magnetization without z-component as the color wheel at
the right top corner. (c)(d) The half of the surface mz =
0 of the bubble in Fig.1(b) and the biskyrmion in Fig.1(a),
respectively. (e)(f) The dependence of the topological charge
Q with perpendicular position z of the bubble in Fig.1(b) and
the biskyrmion in Fig.1(a), respectively. The perpendicular
positions of slices in Fig.1(b) and Fig.1(a) is indicated by
orange dashed lines.

biskyrmion transition. Also, relaxing the bubble state
under zero field directly can obtain quite similar structures [34], indicating that the history of field decreasing
has little influence on the formation of biskyrmions. In
contrast, eliminating the magnetic field below a certain
threshold value makes bubbles and biskyrmions turn into
stripe domains if the tilted angle is large as in Fig.1.
To clarify the mechanism, we inspect the transition
process of the left biskyrmion in Fig.4(a) during removing Bz . As can be seen in Fig.4(b), the variation of Q
versus z indicates the motion of BPs during this process. To address the derivation of BPs’ motion, the variations of energy terms are presented in Fig.4(c). The
anisotropy energy EA and exchange energy EX only increase slightly. The change of Bz makes the Zeeman energy EZ increase a lot, while the magnetostatic energy
ED is the only decreasing term. Apart from EZ , the
total energy is reduced via ED . Therefore, it can be
concluded that the magnetostatic energy dominates the
transition process. Furthermore, the distribution of magnetostatic energy density eD on the biskyrmion domain
wall shown in Fig.4(d) and Fig.4(e) reveals the relation
between BPs and ED . Specifically, the energy distribution above the BP is larger than the one below the BP in
Fig.4(d). As Bz decreases, the BP is driven up to reduce
the magnetostatic energy as in Fig.4(e), accompanied by
the enlargement of the biskyrmion. This mechanism can
also account for the observed edge effect, which can be

x

(b)

(d)

(c)

(e)

FIG. 4. (a) Biskyrmions in the middle of a rectangle film.
The sample is defined as 1 µm × 0.5 µm × 160 nm size with
cells of 4 nm×4 nm×4 nm. The magnetic easy axis lies in yzplane. (b) The dependence of the topological charge Q with
perpendicular position of the left biskyrmion in (a) during the
process of removing Bz . (c) The variations of different energy
terms ∆E during the process of removing Bz . The initial
values at Bz = 0.14 T are subtracted from the energy terms
for better illustration. EZ , EA , EX , and ED denote Zeeman,
anisotropy, exchange, and magnetostatic energy, respectively.
(d)(e) The distribution of magnetostatic energy density eD
on the contour surface of mz = 0 at Bz = 0.14 T and 0 T,
respectively. Grey dots depict the location of BPs.

attributed to the influence of the demagnetizing field. On
the other hand, magnetic impurities may also trigger the
formation of biskyrmions via influencing BPs.
In terms of experiments, THE may still be a convenient
approach to confirm our findings since reconstructing 3D
magnetic structures is technologically difficult. In detail,
the dependence of THE with the external field can be
observed while the number of bubbles remains constant.
Quantitative experiments can be performed with stripe
magnets to confirm the existence of biskyrmions.
In conclusion, we demonstrate the 3D structure of
biskyrmions and analyze its formation mechanism based
on micromagnetic simulation. Biskyrmions and type-II
bubbles can form in a magnetic film with tilted uniaxial anisotropy and produce similar images under Lorentz
TEM. In fact, biskyrmions and bubbles share a unified
3D structure, in which the relative position of two intrinsic BPs dominates the topological charge in the film
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middle. We also generate biskyrmions in a stripe magnet
under zero field. By inspecting the process of biskyrmion
formation, BPs are found to be driven by film edges via
the demagnetizing field. Therefore, it can be assumed
that biskyrmions can be generated in many materials
because our model only requires geometry-confined ferromagnetic films with tilted uniaxial anisotropy.
The 3D model in this work may inspire both fundamental research and application development. The
capability of encoding two states in the topological
charges of a unified 3D object can lead to new architectures of data storage devices and other spintronics
applications. On the other hand, this work demonstrates
the 3D magnetization structure of magnetic bubbles
under the influence of tilted magnetic anisotropy. This
3D object is the same class of particle-like excitations as
the chiral bobber [11, 42], composed of a magnetization
field and magnetic singularities. These results draw
attention to the 3D aspect of magnetic nanostructures,
opening a new avenue to study magnetic skyrmions.
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available from the corresponding author upon reasonable
request.
This work was supported by the National Key R&D
Program of China (Grant No. 2018YFA0306600, No.
2018YFF01012500), the National Natural Science Foundation of China (Grant No. 81788101, No. 11874338,
No.
T2125011), the Chinese Academy of Sciences
(Grants No. XDC07000000, No. GJJSTD20200001,
No. QYZDY-SSW-SLH004, No. KJZD-SW-M01, No.
ZDZBGCH2021002), Anhui Initiative in Quantum Information Technologies (Grant No. AHY050000), Natural
Science Foundation of Anhui (Grant No. 1808085J09)
and the Fundamental Research Funds for the Central Universities. Y.Z. acknowledges the support by
Guangdong Special Support Project (2019BT02X030),
Shenzhen Fundamental Research Fund (Grant No.
JCYJ20210324120213037), Shenzhen Peacock Group
Plan (KQTD20180413181702403), Pearl River Recruitment Program of Talents (2017GC010293) and National Natural Science Foundation of China (11974298,
61961136006).

[4]

[5]

[6]

[7]

[8]

[9]

[10]

[11]

[12]

[13]

[14]

[15]

[16]
∗

wpf@ustc.edu.cn
zhouyan@cuhk.edu.cn
‡
djf@ustc.edu.cn
[1] N. Nagaosa and Y. Tokura, Topological properties and
dynamics of magnetic skyrmions, Nat. Nanotech. 8, 899
(2013).
[2] Y. Tokura and N. Kanazawa, Magnetic Skyrmion Materials, Chem. Rev. 121, 2857 (2021).
[3] J. Iwasaki, M. Mochizuki, and N. Nagaosa, Current†

[17]

induced skyrmion dynamics in constricted geometries,
Nat. Nanotech. 8, 742 (2013).
X. Xing, P. W. T. Pong, and Y. Zhou, Skyrmion domain wall collision and domain wall-gated skyrmion logic,
Phys. Rev. B 94, 054408 (2016).
D. Pinna, F. Abreu Araujo, J.-V. Kim, V. Cros, D. Querlioz, P. Bessiere, J. Droulez, and J. Grollier, Skyrmion
Gas Manipulation for Probabilistic Computing, Phys.
Rev. Applied 9, 064018 (2018).
K. M. Song, J.-S. Jeong, B. Pan, X. Zhang, J. Xia,
S. Cha, T.-E. Park, K. Kim, S. Finizio, J. Raabe,
J. Chang, Y. Zhou, W. Zhao, W. Kang, H. Ju, and
S. Woo, Skyrmion-based artificial synapses for neuromorphic computing, Nat. Electron. 3, 148 (2020).
A. K. Nayak, V. Kumar, T. Ma, P. Werner, E. Pippel,
R. Sahoo, F. Damay, U. K. Rößler, C. Felser, and S. S. P.
Parkin, Magnetic antiskyrmions above room temperature
in tetragonal Heusler materials, Nature 548, 561 (2017).
S. Zhang, F. Kronast, G. van der Laan, and
T. Hesjedal, Real-Space Observation of Skyrmionium
in a Ferromagnet-Magnetic Topological Insulator Heterostructure, Nano Lett. 18, 1057 (2018).
N. Gao, S.-G. Je, M.-Y. Im, J. W. Choi, M. Yang, Q. Li,
T. Y. Wang, S. Lee, H.-S. Han, K.-S. Lee, W. Chao,
C. Hwang, J. Li, and Z. Q. Qiu, Creation and annihilation
of topological meron pairs in in-plane magnetized films,
Nat. Commun. 10, 5603 (2019).
B. Göbel, I. Mertig, and O. A. Tretiakov, Beyond
skyrmions: Review and perspectives of alternative magnetic quasiparticles, Phys. Rep. 895, 1 (2021).
F. Zheng, F. N. Rybakov, A. B. Borisov, D. Song,
S. Wang, Z.-A. Li, H. Du, N. S. Kiselev, J. Caron,
A. Kovács, M. Tian, Y. Zhang, S. Blügel, and R. E.
Dunin-Borkowski, Experimental observation of chiral
magnetic bobbers in B20-type FeGe, Nat. Nanotech. 13,
451 (2018).
B. Göbel, A. F. Schäffer, J. Berakdar, I. Mertig, and
S. S. P. Parkin, Electrical writing, deleting, reading, and
moving of magnetic skyrmioniums in a racetrack device,
Sci. Rep. 9, 12119 (2019).
J. Jena, B. Göbel, V. Kumar, I. Mertig, C. Felser, and
S. Parkin, Evolution and competition between chiral spin
textures in nanostripes with D2d symmetry, Sci. Adv.
10.1126/sciadv.abc0723 (2020).
R. Zarzuela, V. K. Bharadwaj, K.-W. Kim, J. Sinova, and
K. Everschor-Sitte, Stability and dynamics of in-plane
skyrmions in collinear ferromagnets, Phys. Rev. B 101,
054405 (2020).
X. Z. Yu, Y. Tokunaga, Y. Kaneko, W. Z. Zhang, K. Kimoto, Y. Matsui, Y. Taguchi, and Y. Tokura, Biskyrmion
states and their current-driven motion in a layered manganite, Nat. Commun. 5, 3198 (2014).
W. Wang, Y. Zhang, G. Xu, L. Peng, B. Ding, Y. Wang,
Z. Hou, X. Zhang, X. Li, E. Liu, S. Wang, J. Cai,
F. Wang, J. Li, F. Hu, G. Wu, B. Shen, and X.-X. Zhang,
A Centrosymmetric Hexagonal Magnet with Superstable
Biskyrmion Magnetic Nanodomains in a Wide Temperature Range of 100–340 K, Adv. Mater. 28, 6887 (2016).
J. C. Loudon, A. C. Twitchett-Harrison, D. CortésOrtuño, M. T. Birch, L. A. Turnbull, A. Štefančič, F. Y.
Ogrin, E. O. Burgos-Parra, N. Bukin, A. Laurenson,
H. Popescu, M. Beg, O. Hovorka, H. Fangohr, P. A.
Midgley, G. Balakrishnan, and P. D. Hatton, Do Images
of Biskyrmions Show Type-II Bubbles?, Adv. Mater. 31,

6
1806598 (2019).
[18] Y. Yao, B. Ding, J. Cui, X. Shen, Y. Wang, W. Wang,
and R. Yu, Magnetic hard nanobubble: A possible magnetization structure behind the bi-skyrmion, Appl. Phys.
Lett. 114, 102404 (2019).
[19] Y. Chen, B. Lv, Y. Wu, Q. Hu, J. Li, Y. Wang, Y. Xiong,
J. Gao, J. Tang, M. Tian, and H. Du, Effects of tilted
magnetocrystalline anisotropy on magnetic domains in
Fe3 Sn2 thin plates, Phys. Rev. B 103, 214435 (2021).
[20] D. Capic, D. A. Garanin, and E. M. Chudnovsky, Stabilty
of biskyrmions in centrosymmetric magnetic films, Phys.
Rev. B 100, 014432 (2019).
[21] P. Milde, D. Köhler, J. Seidel, L. M. Eng, A. Bauer,
A. Chacon, J. Kindervater, S. Mühlbauer, C. Pfleiderer,
S. Buhrandt, C. Schütte, and A. Rosch, Unwinding of a
Skyrmion Lattice by Magnetic Monopoles, Science 340,
1076 (2013).
[22] M. T. Birch, D. Cortés-Ortuño, L. A. Turnbull, M. N.
Wilson, F. Groß, N. Träger, A. Laurenson, N. Bukin,
S. H. Moody, M. Weigand, G. Schütz, H. Popescu,
R. Fan, P. Steadman, J. a. T. Verezhak, G. Balakrishnan, J. C. Loudon, A. C. Twitchett-Harrison, O. Hovorka, H. Fangohr, F. Y. Ogrin, J. Gräfe, and P. D. Hatton, Real-space imaging of confined magnetic skyrmion
tubes, Nat. Commun. 11, 1726 (2020).
[23] N. Kanazawa, Y. Nii, X.-X. Zhang, A. S. Mishchenko,
G. De Filippis, F. Kagawa, Y. Iwasa, N. Nagaosa, and
Y. Tokura, Critical phenomena of emergent magnetic
monopoles in a chiral magnet, Nat. Commun. 7, 11622
(2016).
[24] N. Kanazawa, A. Kitaori, J. White, V. Ukleev, H. Rønnow, A. Tsukazaki, M. Ichikawa, M. Kawasaki, and
Y. Tokura, Direct Observation of the Statics and Dynamics of Emergent Magnetic Monopoles in a Chiral Magnet,
Phys. Rev. Lett. 125, 137202 (2020).
[25] P. J. Ackerman and I. I. Smalyukh, Static threedimensional topological solitons in fluid chiral ferromagnets and colloids, Nat. Mater. 16, 426 (2017).
[26] J.-S. B. Tai, P. J. Ackerman, and I. I. Smalyukh, Topological transformations of Hopf solitons in chiral ferromagnets and liquid crystals, Proc. Natl. Acad. Sci. U.S.A.
115, 921 (2018).
[27] N. Kent, N. Reynolds, D. Raftrey, I. T. G. Campbell,
S. Virasawmy, S. Dhuey, R. V. Chopdekar, A. HierroRodriguez, A. Sorrentino, E. Pereiro, S. Ferrer, F. Hellman, P. Sutcliffe, and P. Fischer, Creation and observation of Hopfions in magnetic multilayer systems, Nat.
Commun. 12, 1562 (2021).
[28] J. Rothman, M. Kläui, L. Lopez-Diaz, C. A. F. Vaz,
A. Bleloch, J. A. C. Bland, Z. Cui, and R. Speaks, Observation of a Bi-Domain State and Nucleation Free Switching in Mesoscopic Ring Magnets, Phys. Rev. Lett. 86,
1098 (2001).

[29] C. Phatak, O. Heinonen, M. De Graef, and A. PetfordLong, Nanoscale Skyrmions in a Nonchiral Metallic Multiferroic: Ni2 MnGa, Nano Lett. 16, 4141 (2016).
[30] M.-Y. Im, H.-S. Han, M.-S. Jung, Y.-S. Yu, S. Lee,
S. Yoon, W. Chao, P. Fischer, J.-I. Hong, and K.-S. Lee,
Dynamics of the Bloch point in an asymmetric permalloy
disk, Nat. Commun. 10, 593 (2019).
[31] S. K. Walton, K. Zeissler, W. R. Branford, and S. Felton,
MALTS: A Tool to Simulate Lorentz Transmission Electron Microscopy From Micromagnetic Simulations, IEEE
Trans. Magn. 49, 4795 (2013).
[32] A. Vansteenkiste, J. Leliaert, M. Dvornik, M. Helsen,
F. Garcia-Sanchez, and B. Van Waeyenberge, The design
and verification of MuMax3, AIP Advances 4, 107133
(2014).
[33] B. Ding, H. Li, X. Li, Y. Wang, Z. Hou, G. Xu, E. Liu,
G. Wu, F. Wang, and W. Wang, Crystal-orientation dependence of magnetic domain structures in the skyrmionhosting magnets MnNiGa, APL Materials 6, 076101
(2018).
[34] See Supplemental Material at [URL] for additional simulation results.
[35] R. Cheng, M. Li, A. Sapkota, A. Rai, A. Pokhrel,
T. Mewes, C. Mewes, D. Xiao, M. De Graef, and
V. Sokalski, Magnetic domain wall skyrmions, Phys. Rev.
B 99, 184412 (2019).
[36] V. M. Kuchkin, B. Barton-Singer, F. N. Rybakov,
S. Blügel, B. J. Schroers, and N. S. Kiselev, Magnetic skyrmions, chiral kinks, and holomorphic functions,
Phys. Rev. B 102, 144422 (2020).
[37] L. Peng, Y. Zhang, W. Wang, M. He, L. Li, B. Ding,
J. Li, Y. Sun, X.-G. Zhang, J. Cai, S. Wang, G. Wu, and
B. Shen, Real-Space Observation of Nonvolatile ZeroField Biskyrmion Lattice Generation in MnNiGa Magnet, Nano Lett. 17, 7075 (2017).
[38] S. Montoya, S. Couture, J. Chess, J. Lee, N. Kent,
D. Henze, S. Sinha, M.-Y. Im, S. Kevan, P. Fischer, et al.,
Tailoring magnetic energies to form dipole skyrmions and
skyrmion lattices, Phys. Rev. B 95, 024415 (2017).
[39] Y. Dovzhenko, F. Casola, S. Schlotter, T. X. Zhou,
F. Büttner, R. L. Walsworth, G. S. D. Beach, and A. Yacoby, Nat. Commun. 9, 2712 (2018).
[40] W. Legrand, J.-Y. Chauleau, D. Maccariello, N. Reyren,
S. Collin, K. Bouzehouane, N. Jaouen, V. Cros, and
A. Fert, Hybrid chiral domain walls and skyrmions in
magnetic multilayers, Sci. Adv. 4, eaat0415 (2018).
[41] G. P. Müller, M. Hoffmann, C. Dißelkamp, D. Schürhoff,
S. Mavros, M. Sallermann, N. S. Kiselev, H. Jónsson, and
S. Blügel, Spirit: Multifunctional framework for atomistic spin simulations, Phys. Rev. B 99, 224414 (2019).
[42] F. N. Rybakov, A. B. Borisov, S. Blügel, and N. S. Kiselev, New Type of Stable Particlelike States in Chiral Magnets, Phys. Rev. Lett. 115, 117201 (2015).

