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Layered transition metal dichalcogenides (TMDs) are attracting increasing attention because they
exhibit unconventional magnetic properties due to crystal imperfections in their usually non-magnetic
2D structure. This work aims to investigate the magnetic response of self-engineered Se deficient
TiSe2 thin films, synthesized using chemical vapour deposition. We demonstrate tunability of the
ferromagnetic order with the introduction of Au atoms using low energy Au ion implantation,
which works as a controlling knob to vary the stoichiometry of Se in TiSe2−x. The corresponding
isothermal field-magnetization curves fit well with a modified Brillouin J function with J value of
1.5 for Ti3+, and 4 for Au3+, accounting for the diamagnetism that arises from Au implantation.
We propose a qualitative model for the experimentally observed magnetization as a function of ion
fluence, corroborated with high-resolution transmission electron microscopy. Depending on the Au
nanoparticle size in the implanted samples, magnetization saturates faster at a much lower applied
magnetic field than the pristine sample. Our findings hold potential to expand the range of 2D
ferromagnetic materials for spintronics and magnetic sensing applications.
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I. INTRODUCTION

In the past decade, 2D transition metal dichalcogenides
(TMDs) have been garnering great interest in the research
community because of their extensive applications as nu-
merous sensors, transparent flexible nanodevices, and
other varied electronic, optoelectronic devices [1–8]. They
are of the form MX2 (X-M-X), with M being the transi-
tion metal (group 3 - 12), one of Ti, Ta, Nb, V; and X
being one of the chalcogenides (group 16 elements S, Se,
Te). The electronic and magnetic properties of some 2D
TMDs can be tuned using anionic substitution [9], surface
modification [10], and strain engineering [11], offering
pathways to explore local magnetic moment and spin po-
larization in these materials [12–14]. Selenides, Sulphides
and Tellurides, notably TiS2, TiSe2, NbSe2, NbS2, WSe2
etc. have recently been used in different technological
applications such as superconductivity, advanced low-
power electronics, voltage-controlled oscillators, ultra-fast
electronics, electrochemical devices, etc. [15–19]. Kaur
and Eda et al reported that the electronic properties of
these materials have been tuned between semiconducting,
semi-metallic, metallic, and insulating depending on their
phases, polytypes and symmetry [20, 21]. Cai et al [22]
reported a phase-incorporation strategy by dual native
defects in the TMD to induce ferromagnetism into the
originally non-magnetic MoS2 nanosheets, arising from
the exchange interactions within the vacancy site and the
dangling 4d Mo4+ centres.

Titanium Diselenide (TiSe2), with its small semicon-
ducting bandgap, is one of the most explored in the TMD
family. It has been shown to be an excellent system
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for observing the low-temperature Charge Density Wave
(CDW) state [23], and it has been in the spotlight ever
since. Both bulk and thin-film TiSe2 show the CDW tran-
sition at around 205 K while forming a superstructure,
which is attributed to a periodic lattice distortion [24, 25].
The CDW order can be tuned after the introduction of
disorder via intercalation, pressurization, straining, elec-
tron beam irradiation, electrical bias or doping with a
guest element; and reducing the thickness and dimension-
ality of the thin film [26–28]. The introduction of the
disorder can alter the basic properties of the material and
make it a wideband semiconductor too, which might be
a gateway for discovering high-temperature CDW states,
paving the path for high-temperature CDW electronic
devices. TiSe2 crystal belongs to the TMD family in the
p3m1 (164) space group, crystallizing in hexagonal and
triangular form. The crystal structure of TiSe2 consists
of an octahedrally co-ordinated Ti4+ atom at the centre
of the complex, sandwiched between layers of Se2− atoms.
This makes Ti-Se-Ti layers with a small Van der Waals
(VdW) gap of (∼ 0.61nm) along the c axis and strong
intralayer covalent bonds along the ab plane [29, 30]. It
is known that the covalent Ti-Se interactions in TiSe2
quench magnetic moments, rendering it non-magnetic. Re-
cently though, magnetism and spin polarization in TiSe2
was introduced through methods like magnetic atom in-
tercalation as shown by Luo, Morosan et al [31, 32], and
through vacancies, as shown by Tong et al [12]. Tong et
al introduced Se vacancy by doping Ti atoms in TiSe2,
creating Ti3+ through the transfer of a single electron to
3d orbital, eventually leading to ferromagnetic behaviour
in the material.

In this work, we have synthesized TiSe2−x nanocrystals
with intrinsic Se defects. We have been able to gain pre-
cise control over the defect density with the help of low
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energy Au ion beam irradiation, which lets us exercise
the freedom to choose the kind of magnetic ordering. As
the concentration of Au increases, the diamagnetic prop-
erty of the sample increases systematically. However, we
note that the saturation magnetization bumps up a notch
at lower fluences and decreases as we go forward. The
evolution of Au nanoparticles to nanoclusters with Au
ion fluence (φ) in TiSe2−x was experimentally observed
and modelled to explain the magnetic ordering. Though
Tong et al [12] observed Se deficient induced magnetism in
TiSe2, they had no actual control over the defect density.
This work aims to explore defect controlled magnetism
while establishing a possible explanation behind the tun-
ability.

II. EXPERIMENTAL

TiSe2−x nanocrystals with controlled Ti and Se raw
ratio were grown on the Si substrates using a single zone
Chemical Vapour Deposition (CVD) system in ambient
pressure. Consistent and repeatable growth of hexagonal
TiSe2−x nanocrystals on Si substrate was achieved using
a modified version of the synthesis method provided by
Wang et al [33]. The TiOx and LiCl mixture was kept
at the centre of the CVD tube and maintained at 600◦C
throughout the reaction. Se powder was kept upstream
at a temperature of about 260◦C. Forming gas (mixture
of H2 (5%) and Ar (95%)) was passed through the tube
at 100 sccm. After synthesis, the samples were irradiated
with 20 KeV Au ions at fluences of 1 × 1015, 2 × 1015,
1 × 1016, and 2 × 1016 ions cm−2. The schematic of the
setup along with the formation of TiSe2−x and Au defects
in the matrix was illustrated in Fig. 1.

FIG. 1. Schematic of the CVD system for the TiSe2−x thin
film and after Au ion implantated Au:TiSe2−x thin film.

The phase identification of TiSe2−x samples, before
and after Au ion implantation was carried out by Rigaku
X-ray diffraction (XRD) using Cu-Kα radiation with a
wavelength of λ = 1.5406Å. The surface morphology of as-
deposited and Au-irradiated samples were characterized
using Field Emission Scanning Electron Microscopy (FE-

SEM) (Sigma-ZEISS). The elemental distribution of Ti, Se
and Au was confirmed using an Energy Dispersive X-Ray
Spectroscopy (EDXS) incorporated into the FESEM. We
expect the formation of non functionalized Au nanoparti-
cles in TiSe2−x with increasing fluence, which was later
confirmed and visualized using High-Resolution Transmis-
sion Electron Microscopy (HR-TEM) micrographs with
field emission electron source at 200 keV (Jeol-F200).
Superconducting Quantum Interference Device (SQUID)
magnetometry was used for magnetization measurement
at all the temperatures ranging 5 K - 300 K.

III. RESULTS AND DISCUSSION

Grazing Incidence X-Ray Diffraction (GIXRD) mea-
surements were performed to obtain information on TiSe2
formation, and track any changes after Au ion implanta-
tion.

FIG. 2. (a) XRD pattern of as deposited and Au implanted
TiSe2 samples. Inset shows reduction in intensity and broad-
ening of the prominent peak of TiSe2 (002) plane after Au
ion irradiation. (b) The Debeye-Scherrer calculated crystallite
size and dislocation density as a function of fluence.

Figure 2(a) shows the XRD pattern with peaks of (002),
(003), and (110) planes as compared with the JCPDS
file number 651885, within the 2θ values of 25 to 55◦

corresponding to the crystal’s p3̄m1 TiSe2 phase. The
peaks at 2θ values 41.35 and 43.6 correspond to the (110)
and (012) planes of the residual Se on the substrates
during CVD growth. All the peaks seem prominent,
dominated by the (001) orientation; which confirms the
formation of highly crystalline and oriented nanocrystals.

The calculated lattice parameters come out to be a =
b = 3.533 Å, and c = 6.010 Å using the relation [34]
for hexagonal TiSe2 crystal structure, which is in the
ballpark for bulk TiSe2 [35]. The parameter “c” shows
a slight decline with the fluence, however, the a and b
values change quite significantly. This could be ascribed
to the compressive strain along the a and b direction
due to all the Se vacancy sites. All the TiSe2 peaks
broaden as fluence is increased indicating the degradation
of crystallinity. The inset in Fig. 2(a) shows the magnified
version of the most prominent (002) peak. Crystalline size
(D) and the dislocation density (δ) were calculated using
the Debye-Scherrer equation and the relation (δ=1/D2)
[36] as a function of ion fluence, shown in Fig. 2(b). As



3

expected, the mean crystalline size decreases from 36
nm to 18 nm as the ion fluence increases up to 2 × 1016

ions cm−2. We also see that the δ value increases from
6 × 10−4 nm−2 to 26 × 10−4 nm−2 as the ion fluence
increases, shown in Fig. 2(b).

The surface morphology of the pristine and Au-
irradiated TiSe2−x was studied using FESEM and EDXS.
In FESEM images, we see the formation of hexagonal
crystals, with length varying from 1 - 2 µm as shown in
Fig. 3. From cross-sectional FESEM, the thicknesses of
the crystals is found to be in the range of ≈ 150 - 200 nm.
The crystals progressively deform and become porous with
the increase in ion fluences. A representative FESEM
and EDXS mapping of fluence 1 × 1015 and 2 × 1016 ions
cm−2 is shown in Fig. 3(b) and (c).

FIG. 3. Mapped SEM image of pristine and irradiated sample
with fluence range of 1×1015- 2×1016 ions cm−2.

From elemental mapping, the distribution of Ti and Se
mimic the hexagonal shape in all the samples, whereas
Au is all over the surface area. The line scans demon-
strate the uneven distribution of Ti, Se and Au after
ion implantation. The Ti:Se ratio for the as-grown and
implanted samples at different fluences are tabulated in
Table I. The calculated ratio of Ti/Se decreases as we
go to higher fluences, which matches with our sputtering
yield calculation using TRIDYN [? ] and SRIM [37].
We see that the Ti:Se ratio systematically decreases with
the increase in ion fluence, with the pristine standing at
1:1.80, decreasing to 1:1.73 and then to 1:1.09 as soon as
the sample gets irradiated.

Element Pristine 1×1015 2×1015 1×1016 2×1016

Ti:Se 1:1.8 1:1.7 1:1.6 1:1.2 1:1.1

Au - 0.9 1.8 9.1 9.6

TABLE I. Elemental composition of the pristine and Au ion
irradited samples from FESEM-EDXS analysis.

This is caused due to sputtering of Ti and Se ions as
the high energy Au atoms strike the lattice at normal
incidence. The atomic percentage of Au ions increases
with fluence which is shown in Table 1. It is well known

that the nuclear energy loss (2.328 × 103 eV/nm) of 20
keV Au ions in TiSe2 yields a large amount of sputtering
of Ti and Se atoms. The penetration depth of 20 keV
Au is ≈ 20 nm (SRIM), extending till a depth of 30 nm,
due to dynamic sputtering during ion implantation. The
total calculated sputtering yield of Ti and Se are ≈ 6
atoms/ion, which is quite high to make TiSe2−x porous
at high fluence.

FIG. 4. (a) Large area TEM image of the as prepared TiSe2−x

sample. (b) Zoomed in view of the sample showing its (100)
plane. (c) SAED pattern of the large area TiSe2−x (d)and (g)
Large area TEM image of Au:TiSe2−x sample at a fluence of
1×1016 and 2×1016 ions cm−2. (e) and (h) Zoomed in view of
the irradiated sample with marked Au (111) patches having d
= 0.24nm (f) and (i) Average domain size of Au nanoparticles,
determined as 2 nm and 5.81 nm respectively.

To characterize the effect of Au ion implantation on
TiSe2−x nanocrystals, HRTEM analysis was performed.
HRTEM images for the pristine and the samples irradiated
at 1×1016 and 2×1016 ions cm−2 are shown in Fig. 4. For
the TEM samples, some flakes of TiSe2−x were transferred
from the Si surface onto the Cu TEM grid. Figure 4(a-
c) shows the TEM micrograph, high-resolution fringe
patterns (zoomed view of the red squared region), and
corresponding Selected Area Diffraction Pattern (SAED)
pattern of the pristine sample. It was observed that
the fringes are oriented along the (100) plane and the
calculated d value is 0.31 nm shown in Fig. 4(b). The
Au ion implantation introduced defects and nanoscale
amorphous regions and nanoparticles inside the TiSe2−x
matrix. Structural distortion is visible in the 1×1016

ions/cm2 irradiated sample, with a distinct increase in
the lattice spacing to 0.315 nm (Fig. 4(e)) alongside
the formation of small size Au nanoparticles as shown in
the inset of Fig. 4(f). The particle size was calculated
and the average domain size was determined to be 2 nm
shown in Fig. 4(f). At the highest fluence of 2×1016
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ions cm−2 the lattice spacing increases to 0.32 nm (Fig.
4(h)) because of stress developed due to larger Se deficient
in TiSe2−x. Due to heavy ion irradiation-induced self-
heating, many small units agglomerate and tend to form
larger Au nanoparticles as shown in the inset of Fig. 4(i).
They show up as dark patches with nanoparticle sizes
varying from 2 - 12 nm with a bimodal distribution. Two
Gaussian fittings centred around 5 nm and 8 nm are the
average size of the Au nanoparticles shown in Fig. 4(i).

Ferromagnetic behaviour in TiSe2 is especially astound-
ing because the Ti atoms are hybridized with Se atoms by
covalent Ti–Se interaction, which quenches the magnetic
moment keeping it non-magnetic. Most of the reports
on ferromagnetism in TiSe2 have been studied through
several ways: (a) Via introducing magnetic atoms leading
to magnetism or spin polarization [31], (b) By way of
incorporating single Se-anion defects and intercalating
Ti atoms inside the TiSe1.8 material [12], (c) By using
secondary phases [38]. Tong et al [12] demonstrated that
TiSe1.8 is ferromagnetic with local magnetic moments and
spin polarization due to single Se-cation and Ti interca-
lation. But in our case, the pristine sample has intrinsic
Se defects, showing up in the form of TiSe2−x, which
varies with Au incorporation. So exploring the tunable
magnetic properties by an effective strategy to induce
and control the ferromagnetism is highly desirable. The
incorporation of Au atoms by low energy ion implantation
was used as a regulating knob to control the Se vacancies,
Au intercalation and Ti intercalation in order to trigger
the magnetic ordering.

FIG. 5. (a) and (b) Show the hysteresis curve of pristine
and post irradiated samples at temperatures of 300 K and
5 K. Inset shows applied magnetic field (B) at saturation
magnetisation (MS) of pristine and irradiated samples at 300
K and 5 K.

Figure 5(a) and (b) show the ferromagnetic response
of the as-deposited and the post irradiated samples at
300 K and 5 K, respectively with different ion fluences
in the range of 1×1015- 2×1016 ions cm−2. It was no-
ticed that the as-prepared TiSe1.8 system illustrates a
characteristic ferromagnetic S-shaped (M-H) curve. In
contrast, diamagnetic behaviour starts showing up with
the increase in ion fluence. As the temperature decreases
from 300 K to 5 K, the width of the hysteresis loop be-
comes more prominent for all samples. In all temperature
ranges, we observed a sharp increase in the saturation

magnetisation at the lowest fluence and a steady decrease
from thereon. The magnetic moment saturates faster
with increasing ion fluence. The insets of Fig. 5 (a) and
(b) show the behaviours of the applied magnetic field for
Ms as a function of ion fluence. Both at 300 K and 5 K
the magnetic field at Ms increases for the lowest fluence,
then decreases as a function of ion fluence. A similar
trend was observed for all the temperatures. During ion
implantation, both Se and Ti atoms get sputtered out,
which creates more Se vacancies, Ti displacements, and
Au incorporation. Such synergistic effect creates control-
lable defect states, eventually reducing the total magnetic
moment per unit volume, requiring less applied magnetic
field for saturation magnetization at higher fluence.

FIG. 6. (a) Hysteresis curve at fluence of 1×1015 ions cm−2

at variable temperature. (b) Shows the zoomed view of (a) at
an applied magnetic field of -1000 Oe to 1000 Oe. (c) and (d)
Show the coercivity and saturation magnetisation of pristine
and post irradiated samples at different temperatures.

A representative plot with a complete systematic study
of the S-shaped hysteresis loop in a temperature range of
5 K to 300 K at a fluence of 1×1015 ions cm−2 is depicted
in Fig. 6(a). Magnified view of the relevant region in the
applied magnetic field of -1000 Oe to 1000 Oe is shown
in Fig. 6(b). With the increase in temperature, the
hysteresis width decreases, resulting in a decrease in its
coercivity. The coercivity and saturation magnetisation
(Ms) values were extracted from the M-H curve for as-
deposited and post irradiated samples for all the variable
temperatures and displayed in Fig. 6(c) and (d). The
coercivity values of the samples increase with ion fluence
at all the temperatures as shown in Fig. 6(c). The
maximum change of coercivity observed is from 45 Oe to
235 Oe at 5 K, whereas the change is from 40 to 75 Oe at
300 K. In Fig. 6(d), we have observed that the Ms value
seems to bump up at a fluence of 1×1015 ions cm−2 and
then decrease as we increase the ion fluence.

It is observed from the hysteresis loop of Fig. 5(a) and
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(b) that the diamagnetic contribution becomes higher
with the decrease in saturation magnetisation. In this
work, we show that competing contributions between fer-
romagnetic (FM) and diamagnetic (DM) phases result
in opposite effects: enhancement of coercivity and de-
crease in the saturation magnetisation. The source of
FM and diamagnetic dip can be explained by all the dif-
ferent oxidation states from the different atoms present
in the matrix. Since we are bombarding Au atoms on
Se deficient samples, we expect the presence of mixed
oxidation states from Titanium, which is Ti3+, Ti4+[12],
and Au3+. To explain the coexistence of FM and DM
phases, we resort to the modified Brillouin function [39].
The positive arms of the M-H curves were fitted using the
Brillouin J relation to calculate the magnetization theo-
retically using the J, L, S triplets of atoms contributing
to magnetization. The following Brillouin function was
used which takes into account the contribution of both
FM and DM phases.

M = M1
sB

(1)
J (B) +M2

sB
(2)
J (B) + χcorrB + const. (1)

Where Msat is the saturation magnetization, and the
Brillouin J function is defined with Ln, Sn, Jn as:

B
(n)
J (B) =

2Jn + 1

2Jn
coth

(
2Jn+1
2Jn

x(B)

)
(2)

− 1
2Jn

coth

(
1

2Jn
x(B)

)
(3)

where

x = J gµBB
kBT

(4)

B = µrµoH (5)

and g is defined as:

g = 1 +
Jn(Jn + 1) + Sn(Sn + 1) − Ln(Ln + 1)

2Jn(Jn + 1)
(6)

χcorr represents the effective magnetic susceptibility; its
value is negative for DM contributions and positive in
case of a FM one. It should be noted that the linear
correction would correct for diamagnetic tendencies in
the sample, which is observed at the farther edge of the
hysteresis curves [39] in Fig. 7.

The fitting of Brillouin J function with the J, L, S val-
ues corresponding to Ti3+’s 2D3/2 of the as-grown sample
without any diamagnetic correction term is shown in Fig.
7(a), as the M-H hysteresis curve shows ferromagnetic be-
haviour and has no prior reports suggesting diamagnetism
in pristine systems. Tong et al [12] demonstrate that the
intrinsic local magnetic moments arise from Ti3+’s 3d1

electron configuration in TiSe1.8. Figure 7(b) and (c)
show the fits for the Au implanted samples at a fluence
of 1×1015 ions cm−2 and 2×1016 ions cm−2 respectively.
The fits seem to stay within the experimental error (filled
area) in the measurement of magnetization for all the sam-
ples shown in Fig. 7(a-c). The two parts of the Brillouin

function correspond to the contribution by Au3+’s 4F3

state along with Ti3+’s 2D3/2 with a diamagnetic correc-
tion term stemming from the Au implantation [38, 40, 41].
We don’t fit for the Au’s +1 state here, because it cor-
responds to d0, which doesn’t give us a definite J, L, S
triplet. One can see that the diamagnetic contribution
increases as the fluence increases (Fig. 7(c)).

FIG. 7. (a-c) Show the fits, and experimental data for M-H
curves at room temperature, at different ion fluences. (d)
Shows the combined fits and plots for M-H curves at all ion
fluences

FIG. 8. (a) Shows the calculated magnetic susceptibility
(χcorr) at all variable temprerature from 5 K - 300 K as a
function of ion fluence

Figure 8 shows the correction (χcorr) factor for the Au
implanted samples at different fluences calculated from
the fits. The value of χcorr is negative due to the diamag-
netic behaviour, with the magnitude increasing systemat-
ically till 1×1016 ions cm−2, then dropping sharply at the
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highest fluence of 2×1016 ions cm−2, which is attributed
as the formation of a high number of non-magnetic Au
agglomerates.

It was observed that at all the temperatures, Ms shows
a sharp increase at lower fluences, and then a systematic
decline as the fluence goes higher. To explain such an
effect, we have modelled the modification of the TiSe2
matrix by Au ion incorporation as illustrated in Fig. 9.
It is very clear that the Ti3+ states created due to the
Se deficiency is the source of magnetization in case of
the pristine TiSe1.8 sample [12, 42]. Figure 9 (a) shows
a model for Se deficient pristine samples where the Ti3+

states have a net magnetic moment. We have explored
an approach to effectively control the magnetization by
introducing Au ions, which can prompt magnetization in
non-magnetic materials depending on the nanoparticle
size. Li et al [41] have shown us that the magnetic proper-
ties of Au nanoparticles are most pronounced when they
are at around 2 - 4 nm in size. At lower fluences, the Au
atoms are randomly distributed. At the same time, some
of the Se and Ti atoms are knocked out due to ion beam
sputtering. The calculated sputtering yield of Ti and Se
at a fluence of 1×1015 ions cm−2 is 1.7 and 4.3 atoms/ion
respectively. Since the sputtering yield of Ti is lesser
as compared to Se, the probability of Ti3+ formation is
high because the excess Se vacancies would transfer one
electron to the empty 3d orbital of Ti atoms. At the same
time, Au atoms are distributed randomly all over the area
of irradiation, creating Au nanoparticles in the matrix.
Figure 9(b) shows the model for Ti3+ and distributed
Au3+ sample at a lower fluence. HRTEM micrographs
with the Au nanoparticle distribution in Fig. 4(f) seem
to agree with our model. These combined factors provide
us with a good explanation for the higher saturation mag-
netization at a fluence of 1×1015 ions cm−2 compared to
the as grown sample.

FIG. 9. Model explaining origin of magnetisation in (a) Pris-
tine samples, mostly from the Ti atoms around the Se deficient
centers (b) Lower fluences, originating from Au nanoparticles
and deficient Ti centers and (c) Higher fluences suffering from
porous lattices and non-magnetic Au clusters

A decrease in Ms was observed with an increase in ion
fluences. This may be due to the decrease in the net
volume concentration of atoms contributing to magne-
tization. As the fluence increases the sputtering yield

goes up for Ti atoms and down for Se atoms. At higher
fluences (2×1016 ions cm−2), the sputtering yield is 1.9
and 4.2 atoms/ion for Ti and Se respectively. This yield
increases porosity in TiSe1.8 thin films as shown in Fig.
3(c) in the FESEM image, which is the major reason for
the decline in magnetization. At this fluence, Ms goes
down to a minimum because (a) Volume concentration of
Ti3+ decreases due to sputtering out of a large fraction
of Ti atoms, (b) Au ions agglomerate into nanoclusters
with an average size of 4 - 8 nm (as shown in Fig. 4(i) of
HRTEM image), which increase the DM contribution and
decrease the magnetization. Figure 9(c) illustrates the
clustering stage of the sample. The systematic increase in
the diamagnetic behaviour stems from Au nanoparticles
sitting within the lattice. It is clear that by engineering
defects via precise Au ion incorporation, one can indeed
control ferromagnetism in TiSe2.

IV. CONCLUSION

We have demonstrated that the ferromagnetic order
can be tuned in CVD grown 2D TiSe1.8 TMDs by 20 keV
Au ion implantation. The structural changes and stoichio-
metric variations of Ti and Se after Au incorporation were
confirmed from XRD, FESEM with EDXS, and HRTEM.
The intrinsic ferromagnetism in TiSe1.8 arises from the
Ti3+ oxidation state generated by Se vacancies. Depend-
ing on the ion fluence, the system became disordered by
the introduction of Au nanoparticles and nanoclusters.
When the Au nanoparticle size remained within 2 - 4 nm,
the system showed ferromagnetism dominantly. Larger
Au nanoparticles increased the diamagnetic contribution.
At the highest fluence, TiSe1.8 matrix turned porous with
a high dislocation density, and Au nanoclusters went on
to reduce the FM contribution and enhance the DM con-
tribution. The DM contributions (χcorr) were estimated
by fitting the hysteresis curve using a modified Brillouin
function incorporating both the Ti3+ and Au3+ oxidation
states with J values of 1.5 and 4, respectively. Precise Au
incorporation with a balanced FM and DM contribution
can pave a new way to tune layered TMD materials’ mag-
netic properties and shine new light on their potential
applications in spintronic and magnetic sensing devices.
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