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Chirality is essential for various amazing phenomena in life and matter. However, 

chirality and its switching in electronic superlattices, such as charge density wave 

(CDW) arrays, remain elusive. In this study, we characterize the chirality 

transition with atom-resolution imaging in a single-layer NbSe2 CDW pattern by 

technique of scanning tunneling microscopy. The atomic lattice of the CDW array 

is found continuous and intact although its chirality is switched. Several 

intermediate states are tracked by time-resolved imaging, revealing the fast and 

dynamic chirality transition. Importantly, the switching is reversibly realized with 

an external electric-field. Our findings unveil the delicate transition process of 

chiral CDW array in a 2D crystal down to the atomic scale and may be applicable 

for future nanoscale devices.  

   

Chirality refers to the character of an object or state that cannot be superimposed on its 

mirror image1,2, which can be used to tune various intriguing properties in condensed 

matter, such as p-wave superconductors3,4, solitons5,6, and Luttinger liquids7. However, 

chirality and its switching in CDW systems, as amazing electronic superlattices with 

potential applications in ultrafast switches and memories, have rarely been reported. So 
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far, only under specific conditions, such as those in doped TaSe2
8 or TaS2

9,10, laser-

pulse-excited TaS2
11, and voltage-pulse treated 2H-TaSe2

12, the coexistence of chiral 

CDW domains have been observed. However, it is still a big challenge to characterize 

the chiral domains and the dynamic transition process at the atomic level, as well as 

realize reversible chirality switch in CDW systems. 

In this study, we used the molecular beam epitaxy (MBE) method to grow high-quality 

single-layer (SL) 1T-NbSe2 islands on bilayer graphene (BLG)13. We demonstrate that 

the SL 1T-NbSe2, a classic 2D CDW crystal, has intrinsic coexisting of chiral domains, 

which provides a versatile platform to study the nature of chiral CDWs and the 

switching process. Notably, using scanning tunneling microscopy (STM), we achieve 

the atomic-resolution imaging of the chiral CDW patterns, and reveal that the atomic 

lattice is continuous before and after the chirality switch. Furthermore, chirality switch 

of CDW domains, is reversibly manipulated by the external electric field. Our findings 

provide novel perspectives for chiral CDW manipulation under the atomic scale. 

Atomic-scale characterization of chiral CDW patterns of SL 1T-NbSe2  

Figure 1 shows the chiral CDW patterns in an SL 1T-NbSe2. The atomic model of SL 

1T-NbSe2 and its star of David (SOD) unit is displayed in Fig. 1a. In the 1T phase, each 

Nb atom is sandwiched by six Se atoms in an octahedral configuration, forming a Se-

Nb-Se structure14. Each SOD cluster contains thirteen Nb atoms in the middle plane, 

six Se atoms in the top plane, and the other six in the bottom plane15. In the STM 

topography (Fig. 1b), the top-layer Se atoms contribute more and is usually the only 

visible layer. Each SOD is imaged as a triangle, due to partial Se atoms in the top layer 

having more contribution to the apparent contrast13. 

The magnified STM images in Fig. 1c reveal the atom-resolved lattice of the top Se 

layer in the SOD array. Note that although a single triangular-shaped SOD looks similar 

over the whole island, there are two chiral domains with different SOD arrangements, 

as labeled by the green and blue triangles. Compared to the Se atomic close-packed 
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direction (indicated by the black vertical dashed-line), the directions of the SOD 

triangles in the two domains (indicated by the blue and green arrows) are rotated by 

around ± 14°, respectively.  

The rotation of 14° can be either counterclockwise (CCW, L chirality), or clockwise 

(CW, R chirality) and should be energetically degenerate11. As shown by the model in 

Fig. 1d, the basis vectors of the chiral CDW domains are not equivalent: bL1 and bL2 in 

the green rhombus for L domain, and bR1 and bR2 for the blue rhombus for the R domain, 

respectively. Accordingly, the chirality of CDW domains can be defined as “left-handed” 

(L) and “right-handed” (R), respectively. 

Here, two approaches were used to identify the chiralities of the CDW patterns. One is 

by the ±14° rotation between the close-packed direction of the CDW superlattice and 

that of the top Se atomic lattice (see the green, blue and black arrows in Fig. 1c). The 

other approach is by the relative arrangement of the three-neighboring SODs clusters. 

As shown by the blue or green windwheels in Fig. 1c, the different interlocking manners 

of the triangular-shaped SOD clusters can be used to distinguish their chiralities from 

each other, even if the STM images do not have the atomic resolution. Such chirality 

can be intuitively understood because the SOD superlattice has a (√13 × √13)R13.9° 

relationship with respect to the top Se atomic lattice16. 

Visualization of atomic lattice before and after chiral CDW chirality transition 

Next, we concentrate on the chirality change, and we find that the atomic lattice of the 

CDW pattern is still continuous and intact after the chirality change. Figure 2a-c shows 

the movement of a domain boundary (DB) in the CDW patterns. The DB moves 

rightward from the yellow dashed-line (Fig. 2a) to the red one (Fig. 2b), corresponding 

to the expansion of the L domain and shrinking of the R domain. It further transforms 

into one domain with a single L chirality, as shown in Fig. 2c. To better illustrate this 

chiral CDW transition process at the atomic scale, we superpose the models of both the 

SOD arrays and atomic lattice onto the STM images, as shown in Fig. 2d-f. The green 
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and blue balls represent the top-layer Se atoms within the SOD clusters with left and 

right chiralities, respectively, while the gray balls represent the Se atoms out of the SOD 

clusters. The STM images of Fig. 2a-c without color-coding are also shown in 

Supplementary Fig. S1 for comparison. 

Importantly, two features remain unchanged after the DB movement of the chiral CDW 

patterns, as exemplified in Fig. 2a-f: (1) The well-ordered hexagonal array of balls 

which describes the positions of the top Se lattice, is continuous not only at each single 

chiral CDW domain but also across the DB. Namely, the top-layer Se atoms keep the 

same periodicity with the continuous arrangement. (2) The orientations of all triangular 

SOD at the two chiral CDW domains keep the same. These two features together 

suggest that the whole Se-Nb-Se structure is preserved over the island, with the 

continuous 1T structure in the two chiral CDW domains. These features are also 

illustrated in the side view in Supplementary Fig. S1. 

To the best of our knowledge, this is the first in-situ atomic-resolution analysis of the 

DB movement in 2D chiral CDW materials. The intact and robust atomic structure is 

an important virtue for future chiral-CDW based devices, as it avoids the atomic defect 

at the DB and will be favorable for the reversible switch application. More examples of 

the DB movement of the chiral CDW patterns are shown in Supplementary Fig. S2 and 

Supplementary Movie. Notably, although there are some “imperfect SOD” at the DB 

(labeled by both green and blue balls), the intact and robust atomic structure is still 

preserved. 

These geometric features obtained by the STM images are also reflected in the FFT 

images (Fig. 2g-i). All FFT images reveal a single set of reciprocal spots (as marked by 

the outer brown circles in Fig. 2g-i, labeled as a1* and a2*), which originated from the 

well-ordered Se lattice. In contrast, another two sets of spots (marked by green and blue 

circles, respectively) with mirror symmetry are shown in Fig. 2g,h, which can be 

ascribed to the chiral CDW patterns. The intensities of the two sets of spots show a 

change following the shift of chiral domain boundary. The spots marked by green 
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circles have larger intensity, corresponding to expanding of the L domain in the real 

space (Fig. 2a,b). The spots in Fig. 2i are reduced to one set, corresponding to the single 

chiral domain (Fig. 2f). This kind of intensity change is also illustrated clearly by the 

magnified FFT image (Supplementary Fig. S3). 

Tracking the dynamic process in chiral CDW patterns 

After resolving the atomic arrangement with the ultrahigh spatial resolution, we further 

investigated the dynamic process of chiral change in CDW patterns with high time 

resolution. Two metastable statuses at the chiral DB are tracked by STM observations, 

as shown by status I and II in Fig. 3a,b, respectively. The fuzzy SOD sites (denoted by 

dashed triangles) at the DB belong to either (or both) L or R domain. The transition rate 

is so high that instant SODs are different to capture by normal STM scanning (500 

ms/scan line) and thus fuzzy features are present. These fuzzy SOD sites look like 

touching or overlapping, different from the ideal SOD array with hexagonal lattice. 

Taking the region around one fuzzy SOD cluster in the 3D STM images (Fig. 3d,e) as 

an example, the SOD cluster has a change of the residence time at the L and R domains, 

respectively.  

To track the dynamic process of the chiral domain transition, we performed current–

time (I–t) spectroscopy (0.05 ms/point) by holding the STM tip over a fuzzy region 

(marked by the crosses in Fig. 3a,b and Fig. 3d,e) with a constant height mode. Such I–

t measurement is a reliable STM method described in the literature for studying the 

dynamic process of on-surface adsorbates, such as tautomerization17,18, hopping or 

rotation19-22, bond breaking23, and even orbital dynamics24. In our cases, when the 

fluctuating SOD site is just beneath the tip (e.g., at the L domain in Fig. 3a,d), the tip-

sample distance is smaller and the local density of states is enhanced, thus the tunneling 

current is higher. When the fluctuating SOD is away from the tip (e.g., in the R domain 

in Fig. 3b,e), the tip-sample distance enlarges and the local density of states reduces; 

thus, the current will be lower.  

In this way, the low and high current values are obtained following the SOD occupation 
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change in two chiral domains, which provide direct evidence of the fast dynamic 

process of the chiral change. The current-time (I–t) curve in Fig. 3f shows the evolution 

of the current in the duration of 40 ms. The low state is at 100 pA, and it changes to a 

high state at 240 pA for approximately 2.5 ms, and then changes back. 

By increasing the tunneling current, the transition events become more frequent (Fig. 

3g for the I-t curve with a setpoint of 400 pA). The statistical analysis of the residence 

time distribution (displayed in Supplementary Fig. S4) reveals that it can be fitted by 

an exponential curve (y = y0 + AeRx, where the transition rate R is determined by the 

fitting, y0 and A are constants). By plotting the transition rate against the tunneling 

current with a log scale, a linear relationship with a slope of 1.042 ± 0.055 is obtained 

(Fig. 3h), indicating a one-electron process17,18,25 during the chiral CDW transition. 

Thus, the transition rate can be tuned by the tunneling current. 

Based on these experimental findings, the mechanism of the chiral CDW transition 

process is illustrated by the schematic in Fig. 3i. Regarding the intermediate CDW 

statues I and II, they jump fast over the low energy barrier, back and forth. When the 

intermediate state obtains sufficient energy to jump over the higher barrier, it falls into 

more stable status without fuzzy features (status III). In short, using the current-time 

curve to monitor the dynamic transition process of chiral CDW patterns, we observed 

several intermediate states at the chiral DB. As far as we know, this is the first dynamic 

study together with the atomic characterization on a chiral 2D CDW system. 

Reversible switch of chiral CDW patterns induced by an external electric field  

After visualizing the switching process of the chirality at the atomic scale, we further 

managed to switch the chiral CDW islands as a whole reversibly, as shown in Fig. 4a-

c. A schematic of the experimental setup is shown in Fig. 4g. The switching process 

from L to R chirality was realized by applying voltage pulses of ~ -5.5 V at a lateral 

distance of approximately 5 nm from the STM tip to the edge of the 1T-NbSe2 island. 

The reversible switching process from R to L chirality was realized by applying voltage 
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pulses of ~ -6.6 V. Taking advantage of our simultaneous imaging of chiral CDW 

patterns with atomic resolution (Supplementary Fig. S5), we demonstrate that the 

atomic lattice is still continuous and intact although the chirality of CDW is switched.  

Note that even if the SOD protrusions are not atomically resolved in the large-scale 

STM images, the chiralities and chiral change of the CDW domains can still be 

identified in another easy way. As shown in Fig. 4a-c, the SOD close-packed directions 

have rotation angles of ±14o compared to the direction of the island edge, with +14o 

corresponding to L and -14o corresponding to R, similar to those defined in Fig. 1c-d. 

The magnified images of the triangular SOD arrays of the R and L domains are shown 

in Fig. 4d-f, also demonstrating the chirality change well.  

As far as we tested, at a lateral distance of ~20 nm, the chirality can still be switched 

with a voltage-pulse of 10 V. In addition, the chirality of the island of 50 nm can be 

switched as a whole, suggesting a domino-like effect in changing the chirality. This 

effect should be associated with the collective electronic nature of the CDW. Notably, 

the CDW chirality of the islands can be stable even above room temperature (RT) with 

small islands size of 15 nm. This advantage further facilitates the application of chiral-

CDW based nanodevices above RT. 

In conclusion, with high-spatial-resolution imaging, fast-tracking I–t spectroscopy, and 

voltage-pulse manipulation, we have comprehensively investigated the atomic structure, 

dynamic process, and reversible manipulation of the chiral 2D CDW patterns for the 

first time, in a 2D crystal of SL 1T-NbSe2. In our study, three important features are 

identified: (1) The top-layer Se atom lattice of NbSe2 is unchanged although the CDW 

chirality changed. (2) Chirality transition of CDW patterns is fast and intermediate 

states exist in the dynamic transition process. (3) The chiral switching can be reversibly 

manipulated in the CDW domains, induced by an external electric-field. Our findings 

provide in-depth understandings of the structure and manipulation of chiral CDW 

systems down to the atomic level. The 2D chiral CDW systems may lay a versatile stage 

for both fundamental understanding and practical application in future nanoelectronics 
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and nanotechnology. 

Supplementary Information is available in the online version of the paper. 
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Methods 

Sample preparation and STM measurements. MBE and STM experiments were 

performed by a Unisoku ultrahigh-vacuum system (base pressure ~1 × 10-10 mbar) 

comprising an MBE chamber and LT-STM chamber. Epitaxial graphene was grown by 

thermal decomposition of 4H-SiC(0001) at 1200 °C for 40 min. NbSe2 islands were 

prepared using the MBE method at a deposition rate of ~0.002 ML/min. An elemental 

Nb rod was used as the metal source in the e-beam evaporators (Focus Ltd.), whereas 
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an elemental Se source in a Knudsen cell was heated to 120 °C. The deposition ratio of 

Se to Nb was larger than 20:1. During the film deposition, the background pressure in 

the chamber was ~3.0 × 10−9 mbar. The BLG/SiC substrate was stored at ~550 °C during 

the deposition and post-annealing processes to improve the diffusion and desorb excess 

Se. STM imaging was performed using mechanically cut Pt-Ir tips at the liquid helium 

temperature (4.2 K). The dI/dV tunneling spectra were acquired using lock-in detection 

by applying an alternating-current modulation of 20 mV (root mean square) at 973 Hz 

to the bias voltage.  

Data availability. The main data supporting the findings of this study are available 

within the article, and Supplementary Information. Extra data are available from the 

corresponding author upon reasonable request. 

 

References: 

1. Li, C., Wang, Z., Lu, Y., Liu, X. & Wang, L. Conformation-based signal transfer and 

processing at the single-molecule level. Nat. Nano. 12, 1071-1076 (2017). 

2. Muller, G. W. Thalidomide: From Tragedy to New Drug Discovery. Chemtech. 27, 21 

(1997). 

3. Mackenzie, A. P. & Maeno, Y. The superconductivity of Sr2RuO4 and the physics of spin-

triplet pairing. Rev. Mod. Phys. 75, 657-712 (2003). 

4. Jiao, L. et al. Chiral superconductivity in heavy-fermion metal UTe2. Nature 579, 523-527 

(2020). 

5. Cheon, S., Kim, T. H., Lee, S. H. & Yeom, H. W. Chiral solitons in a coupled double Peierls 

chain. Science 350, 182-185 (2015). 

6. Kim, T. H., Cheon, S. & Yeom, H. W. Switching chiral solitons for algebraic operation of 

topological quaternary digits. Nat. Phys. 13, 444-447 (2017). 

7. Hashisaka, M., Hiyama, N., Akiho, T., Muraki, K. & Fujisawa, T. Waveform measurement 

of charge- and spin-density wavepackets in a chiral Tomonaga–Luttinger liquid. Nat. Phys. 

13, 559 (2017). 



 

10 

8. Wu, X. L. & Lieber, C. M. Direct characterization of charge-density-wave defects in 

titanium-doped TaSe2 by scanning tunneling microscopy. Phys. Rev. B 41, 1239-1242 

(1990). 

9. Gao, J. J. et al. Chiral charge density waves induced by Ti-doping in 1T-TaS2. Appl. Phys. 

Lett. 118, 213105 (2021). 

10. Wu, X. L., Zhou, P. & Lieber, C. M. Surface electronic properties probed with tunnelling 

microscopy and chemical doping. Nature 335, 55-57 (1988). 

11. Zong, A. et al. Ultrafast manipulation of mirror domain walls in a charge density wave. Sci. 

Adv. 4, 5501 (2018). 

12. Zhang, J., Liu, J., Huang, J. L., Kim, P. & Lieber, C. M. Creation of nanocrystals through a 

solid-solid phase transition induced by an STM tip. Science 274, 757-760 (1996). 

13. Liu, L. et al. Direct identification of Mott Hubbard band pattern beyond charge density 

wave superlattice in monolayer 1T-NbSe2. Nat. Commun. 12, 1978 (2021). 

14. Liu, L. W. et al. Direct identification of Mott Hubbard band pattern beyond charge density 

wave superlattice in monolayer 1T-NbSe2. Nat. Commun. 12, 1978 (2021). 

15. Calandra, M. Phonon-Assisted Magnetic Mott-Insulating State in the Charge Density Wave 

Phase of Single-Layer 1T-NbSe2. Phys. Rev. Lett. 121, 026401 (2018). 

16. Nakata, Y. et al. Monolayer 1T-NbSe2 as a Mott insulator. NPG Asia Mater. 8, e321 (2016). 

17. Liljeroth, P., Repp, J. & Meyer, G. Current-induced hydrogen tautomerization and 

conductance switching of naphthalocyanine molecules. Science 317, 1203-1206 (2007). 

18. Auwärter, W. et al. A surface-anchored molecular four-level conductance switch based on 

single proton transfer. Nat. Nanotechnol. 7, 41-46 (2012). 

19. Kudernac, T. et al. Electrically driven directional motion of a four-wheeled molecule on a 

metal surface. Nature 479, 208-211 (2011). 

20. Liu, Q. et al. Identifying Multiple Configurations of Complex Molecules in Dynamical 

Processes: Time Resolved Tunneling Spectroscopy and Density Functional Theory 

Calculation. Phys. Rev. Lett. 104, 166101 (2010). 

21. Perera, U. G. et al. Controlled clockwise and anticlockwise rotational switching of a 

molecular motor. Nat. Nanotechnol. 8, 46-51 (2013). 

22. Schaffert, J. et al. Imaging the dynamics of individually adsorbed molecules. Nat. Mater. 



 

11 

12, 223-227 (2013). 

23. Yang, K. et al. Reversible achiral-to-chiral switching of single Mn--phthalocyanine 

molecules by thermal hydrogenation and inelastic electron tunneling dehydrogenation. ACS 

Nano 8, 2246-2251 (2014). 

24. Kiraly, B., Knol, E. J., van Weerdenburg, W. M. J., Kappen, H. J. & Khajetoorians, A. A. 

An atomic Boltzmann machine capable of self-adaption. Nat. Nanotechnol. 16, 414-420 

(2021). 

25. Peng, J. B. et al. The effect of hydration number on the interfacial transport of sodium ions. 

Nature 557, 701-705 (2018). 

26. Ma, L. et al. A metallic mosaic phase and the origin of Mott-insulating state in 1T-TaS2. Nat. 

Commun. 7, 10956 (2016). 

27. Liu, L. W. et al. Reversible single spin control of individual magnetic molecule by hydrogen 

atom adsorption. Sci. Rep. 3, 1210 (2013). 

28. Alemani, M. et al. Electric field-induced isomerization of azobenzene by STM. J. Am. 

Chem. Soc. 128, 14446-14447 (2006). 

 



 

12 

  

Figure 1 | STM topography and schematic model of chiral CDW patterns. a, (upper 

panel) top view of SOD model showing thirteen Nb atoms, six top Se atoms, and six 

bottom Se atoms, with three-fold symmetry; (lower panel) side view of SL 1T-NbSe2 

on a BLG/SiC(0001) substrate. The top- and bottom-layer Se atoms are projected from 

the upper to the lower panel to show the relative positions. b, CDW-resolved STM 

topography around a domain boundary of SL 1T-NbSe2. The top-Se close-packed 

direction is marked by the black dashed arrow. c, Left (right): Zoomed-in atomic-

resolved image in the L (R) domain marked by the green (blue) frame in b. The SOD 

arrays in these two domains are labeled by green and blue triangles, respectively. The 

SODs arrangements are represented by the clockwise (CW) and counterclockwise 

(CCW) arrows. d, Atomic model of SL 1T-NbSe2 with chiral CDW domains. The 

atomic lattice of the top layer Se is indicated by the array of orange balls, and the SOD 

clusters in these two domains are labeled by green and blue triangles encircled by 
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hexagram stars, respectively. Green and blue arrows crossing the adjacent SOD 

triangles represent the chiral CDW close-packed directions, which are rotated by ± 14° 

with respect to the Se atom close-packed direction. Scanning parameters: b, bias 

voltage VB = −1.5 V, tunneling current It = 1 nA; c, VB = −1.5 V, It = 2 nA. 

   

 

Figure 2 | Continuous atomic lattice during the chirality transition of the CDW 

pattern. a-c, Atomic-resolution images of the same area of the 1T-NbSe2 island before 

(a) and after (b) boundary movement of chiral domains, demonstrating a chiral change 

from a coexistence of the L-R domain to a pure L domain (c). The upper part of each 

image is overlaid by a well-ordered lattice of gray balls, indicating that the top-layer Se 

lattice is continuous over the whole area from L to R domains. d-f, Atomic model of 

SL 1T-NbSe2 with the shifted CDW DB, describing the same area marked by the red 
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frame in a-c. The green and blue balls represent Se atoms in the SOD with left and right 

chiralities, respectively, while the gray balls show the Se atoms surrounding the SOD. 

All Se atoms (in blue, green, and grey) share the same periodic hexagonal lattice. g-i, 

FFT images of a-c showing that both statuses I and II have two chiral sets of spots. In 

status III, there is a reduction to one set of spots for the CDW pattern. Scanning 

parameters: a-c, −1.5 V, 1 nA. 
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Figure 3 | Dynamic process of the chirality switching in the CDW superlattice. a 

and b, STM topography of the same area in a 1T-NbSe2 island, showing the fast 

switching between transition states I and II around the chiral DB. Green and blue 

triangular arrays are superimposed on the STM images and indicate the L and R 

domains, as well as the configuration at the chiral DB. The dashed SODs refer to the 

CDW sites, which are fuzzy due to the fast switching between two chiral domains. c, 

State Ⅲ showing the same area as in a and b with the stabilized chiral DB. d and e, 

Schematic of the STM tip above the SOD at the fuzzy chiral DB (3D views of a and b) 

to monitor the chiral change, which results in high and low tunneling currents (Ihigh and 

Ilow), respectively. f and g, I−t curve recorded with gaps of −1.5 V, 100 pA before turning 

off the FB loop and −1.5 V, 400 pA, respectively. The transition rate of the fuzzy chiral 

SOD is tuned by the tunneling current. h, Transition rate (R) as a function of the 

tunneling current (I) plotted in the log scale. The linear line represents the power-law 

fit (R ∝ IN) with N = 1.042 ± 0.055 indicating a one-electron process. i, Schematic of 

chiral CDW changes induced by energy. Scanning parameters: a–c, −1.5 V, 200 pA. 
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Figure 4 | Reversible switching of chiral CDW patterns induced by an external 

electric field. a-c, Large-scale STM images of the reversible switching of chiral CDW 

patterns of a 1T-NbSe2 island, realized by applying voltage pulses. Two CDW close-

packed directions are represented by green and blue arrows, respectively, which are 

rotated around ±14° with respect to the island edges (labeled by the white dashed double 

arrows). d-f, Magnified images of the areas in a-c, showing the chirality identified by 

the relative arrangement of neighboring triangular SOD clusters. The top-layer Se 

close-packed direction is marked by the black dashed-arrow. g, Schematic of the 

experimental setup. The bias voltage is applied between the tip and the substrate to form 

an external electric-field. 


