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Abstract: High-manganse twinning-induced plasticity TWIP) stees exhibit high strain
hardening, high tensile strength, and high ductility, wieke them attractive fostructural
applicationsAt low tensilestrain rates, TWIP steedse prone to hydrogen embrittlem@Hg).

Here though,we study the hardeningnd strengtheningresulting from electrochemical
hydrogencharging of a surface layer ofF&-26.9Mn0.28C (wt.%) TWIP steel We observed

a 20% increase in yield strength following thedectrochemical hydrogencharging
accompanied bgreduction inductility from 75% to 10%at a tensile strain rate of 9. The
microstructual evolutionduring tensile deformatiowasexamined astrain levelof 3%, 5%

and 7%by electron backscatter diffraction (EBSD) aldctronchannelingcontrast imaging
(ECCI) to study the dislocation structure of the hardened regi® expected, he
microstructureof the hydrogenhardenedand the unchargedegions of the materiadvolve
differently. The uncharged areas show entangled dislocation structures, indicating slip from a
limited number of potentially coplanar slip systems. In conttastrogen segregated to the
grain boundariesrevealed by the deuteriulabelled atom probe tomography, delape
dislocation nucleation by blockindislocationsource at the grain boundes The charged
areashencefirst show the formation of cells, indicating dislocation entanglement from more
norntcoplanar slip systems. With increasing stréiese cells dsolve and stacking faultand
straininduceddmartensiteareformed promoted by the presencetyfdrogen Theinfluence

of hydrogenon dislocationstructures anthe overall deformation mechanisi® discussed in
details
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1 Introduction

TWIP steels are a class of higlanganesé@ypically over 18 wt.%)austeniticsteelsi.e. with

a face centered cubic (FCC) crystal struct[tg?]. They deformby dislocation glidealong

with the continuousformation of mechanicakwins during deformatior{3]. The increase in

twin densityleadsto avery high strain hardening ratghich is often referredto éise6 d y n a mi ¢
Hall-P et ¢ h [4].f TWH& cstedlshencehave an excellent combination of high tensile
strength and ductilitymaking them potentially suitable for a wide range of igppbns inthe
automotive industry, line pipe production and ship buildergnstancg5].

However, TWIP steels are highly susceptible HE, as often demonstrated thydrogen
induced delayed fracture in dedpwn cup$2,6,7]. Thedegradation in mechanical properties

due tohydrogenhas beerstudiedin an array of TWIPor TRIP (transformation induced
plasticity) steel compositions includinge-18Mn-0.6C (wt.%)[8], Fe-18Mn-1.2C (wt.%)[9],
Fe23Mn-0.5C (wt.%) [10] and Fe22Mn-0.6C (wt.%) [11]. The plausible mechanisms
proposed in these studies responsible for HE in TWIP steels include intergranular cracking
associated tthe promotion ofleformation twinning8i 10] and martensitic transformati¢|
inducedby hydrogen.

Despite its deleterious effects, hydrogen is an interstitial eleimentsteniteand has also been
reported to cause solid solution strengthenit®,13] However, there are only a limited
number of studies focusing on the strengthening effect of hydrégenthe interactionof
hydrogenwith structural defectformed during the deformatiadhatdecides if the material is
embrittled or strengthened by the presence of hydr{@éd], which highly depend on the
strain rate These studiesrequire the precise rmsurement and characterizationhgfdrogen
which is challengingleavingnumerousquestionsopened[15i 18]. Therefore the resultant
microstructural changesssociatedo the presence dfydrogenmustbe examined thoroughly.

Here,we examind thestrengthening effect dfydrogenn a modelFe-26.9Mn0.28C (wt.%)
TWIP steel Hydrogen was introduced into the sampleschthodic hydrogen chargingve
performedtensile testat a strain rate at which the effect of HE is not expectbd fmwrominent.
Subsequently, wevestigate the structual defect§ormed duringhetensile deformatiowith
and without hydrogen chargin§ince thenydrogencharged samplexhibited a 20% increase
in the yield strength with the totalongation to fracture df0%, we chose threlwer tensile
strain levels, 3%, 5% and 7#border to study the dislocation structure of the region hardened
by hydrogenThe charging with hydrogen was confirmgalntitdively by thermal desorption
spectrecory (see supplementary informationFigure S1, for details) We mapped
microstructural changes that result fréime tensile deformatiomf the hydrogencharged and
the uncharged samplbg usingelectron channeling contrast imagifieCCl) in the scanning
electron microscop€SEM), enabing the precise identification afislocation structureacross
wide areas[19]. Atom probe tomography (APT) wasmployed tostudy thehydrogen
distribution at or neastructural defects such as grain bouregmdislocations and stacking
faults.APT provides in principle the spatial distribution of specific chemical species with very
high chemical sensitivity up subnanometer resolutiof20] and has been used to study
hydrogen present at specific microstructural feat{2&524]. This correlative approach helps
to identify the defect structure and compositidhereby facilitating to understand the
mechanisms involved in strengthening by hydroigeRWIP steels The current study further
shows that TWIP steels develop a larslurfacelayer similar to acoatingupon hydrogen
ingress



2 Materials and Methods

A Fe-26.9Mn0.28C (wt.%)TWIP steelwasproduced bystrip casing [25]. Homogenization
annealingvas carried out at 115 for 2 hourg25]. Following the removal of surface oxides
and of regions possibly decarburized or demarrgahit wascold-rolled to achieve a 50%
thickness reductignand subjected toecrystallization annealing at 8GC for 20 minutes,
followed by water cooling to room temperatufdie samplesvere cut into dogone tensile
sample geometry with gauge dimensions ok 2 x 1 mn? by using electrical discharge
machining EDM). Next, hey were mechanically grounly #600 and#1000 grhding paper,
followed bymechanical polishing witB um diamond pstefor 25 minutes The final sample
thickness is appro®00 um Subsequentlya mechanechemical polishing steywascarried out
with 50 nmcolloidal silica suspensiofor 40 minutesThe amples werdinally cleaned with
ethanoland dried with compressed .aill surfaces othe samples werethoroughly cleaned to
remove corrosioprior to hydrogen chargingheside surfaces wetgencefinished with #400
grinding paperwhile the top and bottoraurfaces were prepared dsscribed aboveyntil the
mechanechemical polishing stepn orderto facilitate the hydrogeringressinto the sample
during subsequent cathodic hydrogen char{@6g

The athodichydrogencharging was conducted in atectrolytic cell in whichan aqueous
solutionof 0.05 M BSQ: was used as electrolyf27i 29], and1.4 g/l of thiourea (CEN2S)
was added alsydrogen recombination inhibitothereby enhancing the hydrogen ingr@&€3.
The charging solutiowasmagnetically stirred atgpeed of 1@otations per minute throughout
the charging process order to maintain a constant rate of charging reacAdDC voltage of
1.5V was applied to the cell whatreesampleserved asathode and Pt wireasanodg?21,31]
The cathodic current density during charging was 752Althe cathodic hydrogerharging
setup is shown schematically in Figure 1(a)

The hydrogencharging was carried out f& daysat ambient temperature conditioréhe

sample surfacavas then cleaned bya 5 minutespolishing using50 nm colloidal silica
suspensiomand therby rinsing withethanol This process remodespproximately200 nm of

material. Followingthis, the sample showed a clean, mirlike metallic surfaceThetensile

tests werehenceconductedwithin 10 minutes after the charging had finisteda constant
strain rate of 18 s! at room temperature using Deformaion Devices System DDS

(Kammrath & Weiss GmbH)T'he ARAMIS v6.3.0software was used fahe data extraction
and analysisf tensile tests
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Figure 1(a) A shematic of cathodic hydrogen charging set (Ipa schematic depicting a tensile
sample deformed to fracture; (c) a schematic of tensile sample strained to an intermlestiltf
tensile strain followed by a vertical cut to examine the cross section containing the hydiwgeged
region, that iswithin 100um close to the side edges of the sample sur{aicated in pinkand
the uncharged region(dicated in black

The fracture surfacesf tensile deformed samplegere examined usin@ Zeiss Sigm&b00
SEM at a working distance of 10mran accelerating voltage of 15kV and a beam current of
9nA. ECClstudieswere carried out using a Zeiss Merlin SEdjuipped with a retractable 4Q
backscattered electrons detector. The microscope was opataadacceleratg voltage of
30kV, a beam current dnA anda working distance of 7mifd9]. The dislocation structuse

of the tensile sampleleformedto fracturewere examined from the region delineated thy
blue box in Figure 1(h)approx. 50um away from the fracture surface

Three hydrogertharged samples were deformed to tensile straih3%, 5% and 7%
respectivelyat astrain rate of 18 s. Since the effect dflE is more pronounced at & or

lower strain rates in TWIP stedlk0], ahigh tensilestrain rate of 18 s was selected tavoid

the diffusion of hydrogen bthe moving dislocations during deformation and hencsttmly

the strengthening effect of hydrogen. Taisoprevents the diffusion of hydrogen towards the
center regiorof the sampleluring deformationThis region therefore remainschargedand

can be studied as sucfhedeformed samplesereimmediatelyvertically cut into two halves

by using EDM as shownschematicallyin Figure 1(c). The obtainedcross sectiosn were
mountedn electrically conductive resimt180°C for 6 minutesrhe mounting of the hydrogen
charged samples was performed following the tensile deformation, hence this exposure to
higher temperature does nofluencetheinteraction of hydrogen wittlislocatians thatformed

the dislocationstructure during deformation which is the main focus of the current study.
Subsequently, theyerepolished until the finamechanechemical polishing stepn the same

day andheirdislocation structuewereexamined by ECCI within 12 hours thietensile test.

A homogeneous distribution of hydrogen could not be achieved even after 5 days of charging.
We hence chose the regibighlighted in pinkin Figure 1(c)within 100 pum close to the side
edges othe sample surface to examine the dislocation strucab®ined bydeformation in

the presence dfiydrogen This regionis referred to as the hydrogeharged region in the
current study.The center regiomighlighted in blackacross the crossection, as showm
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Figure 1(c) was chosen to examine the dislocation struciured during deformatiowithout
hydrogen andsi referred to as the uncharged regispproximately 20 grains were randomly
chosen from each of the two regions for examining the dislocatiaoctisres statistically Four
stage tilt angles werselectedi.e., ~ 0°, ~1°, ~ 5° and ~ 10to examine the grains with
different orientationsind & least 5 grains were examinethich were in twebeam diffraction
conditionsat each of the tilangles In the twebeam diffraction condition, only one set of
lattice planes is tilted into the diffraction conditigh9]. These conditions allow clear
observéion of dislocations or stacking faults as bright features on a dark background.

In order to obtain the orientations and morph@egf the grainsEBSD orientationmapping
was performed using Zeiss Sigmab00 SEM equipped with an EDAXTSL system with a
Hikari cameraat anacceleratingroltageof 15kV, a beancurrentof 9nA, a scan step sizef
0.5um, a specimen tilt angle g10°,anda working distance of4finm[32]. EBSD data analyses
were performedby using TSL OIM Analysis 7.0.

APT specimens were preparédm targeted grainsvithin the hydrogerchargedregion of
deformed samples, selected by ECBY, using a FEI Helios NanoLab 600i diumdam
FIB/SEM using the approach faite-specific liftout outlined in Ref[33]. Analysis by APT

of hydrogen in deep traps inside-Based materials had been reported previo[84y35],
despite sample storage and preparation at room temperaAifespecimens weréurther
charged with deuteriurto help reveal the distribution of hydrogen at different microstructural
features, particularly if diffusible hydrogen had already been released. Deuterium was used to
avoid overlapwith thehydrogen signabriginating from thdonization of residual gases from
the ultrahighvacuum chambef31,35,36] Deuterium charging was performed in a -gas
charging chamber described in rg87]. APT specimens were exposed to 250 mbar of
deuerium gas at room temperature for 6 housspsequentlyquenched to cryogenic
temperatures in a precooled ultrgh vacuum suitcasg8] and transferred to the LEAP
5000XS or XR instrument (CAMECA Instruments Inc. Madison, WI, USA) for analysis. APT
analysis was performed in voltage pulsing mode at a set fmwngerature of 70K, 0.4%
detection rate, 15% pulse fraction and k6{2 pulse repetition rateising conditions that were
shown to maximize the reliability of the results as discussed inM3&gf.

3 Results:

3.1 Initial microstructure

The initial microstructure othe recrystallized uncharged~e-26.9Mn-0.28C (wt.%)TWIP

steelis displayed in Figur@(a) by an EBSBmeasurednverse pole figure (IPF) mapith

respect to the normal direction (ND95% of all grain boundaries atggh angle grain
boundariesmarkedin red and 36.6% of these a3 t w idariestmarigedin black.The

materialis fully austeniticand its grain size distribution is depictedrigure2(b).
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Figure2. (a) EBS[z NDinverse pole figure (IPF) map of tieerystallized-e26.9Mn0.28C (wt.%)
TWIP steelT D¢ transverse direction; NDnormal directionout ofthe plane RD¢ rolling direction
(b)the grain size distribution.

We performed energy dispersive-r&y spectroscopy(EDX) mapping, shown in the
supplementary information (Figure2)5 to confirm the homogneous distribution of
manganese across teample, from thawear surfacéo thecenter region. The composition
profile depicted in FigureZh) indicates an approximately constaminganese content of ~26
wt.% throughout

3.2 Tensile test

Three hydrogencharged andhree uncharged samples were subjected to tensile ©sie of
the engineering stresstrain curvess shownin Figure 3. The other two curves from each of
the hydrogercharged and the uncharged samples are provided in thdesgopay
information (Figure S). They show very closely similar behavidiheyield strength of the
uncharged sampleas 250 MPa while itvas 300 MPa fothe hydrogenchargedsample as
highlightedin the closeup in the inset of Figurs, theyield strangthwashenceincreasedy
20%after hydrogen charginghe hydrogercharged samplalsoshows a small plateatthe
yield point following the yieldingThetotal elongatiorio fractureof the unchargedample was
~75% (black curve) which was reduced tt0% (pink curve) after hydrogen charging.
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Figure3. The engineering stresstrain curve of the unchargdih black and the hydrogercharged
(in pink) samples (the inset shows the enlarged region delineated by black box

3.4 Fractography

The fracture surface dfieuncharged ampleconsists oflimples indicatingductile behavior

as shown by SEM imaagg in Figure 4(a). Figure 4(b) shows thé&acture surfaceof the
hydrogencharged sample where tbatermost approx.@um region, close to the side edges,
shows evidence ahtergranularfracture asrevealedoy the insetn Figure4(b). The fracture
mode in the center of tHeydrogenchargedsample was dominated hiymples associated to
ductilefracture



Figured. (a)SEM image of the fracture surface of the uncharged sastpdined to B % of tensile

strain, where the inset shows trenlarged region delineated by yellow hd® SEM image of the

fracture surface of the hydrogerharged samplstrained to 10 % of tensile straiwhere the inset

shows theenlargedregiondelineatedby yellow boxThe original sample surface through which
hydrogen diffused into the sample is at the bottom edge of the image.

The brittle fracture due to hydrogen charging was hence linitebe regionclosest to the
samplé surfaceexposed to the hydrogen chargirvghich can be explained bihe slow
diffusivity of hydrogen within austenite, pointed out inef. [39i41] for instance The
microstructures of these samples deformed to tensile fracture at a distance of approx. 500 pm
from thefracturesurface are shown in the sigmentary information, FiguredS

3.5Electronchanneling contrast imaging of the deformed sample

3.51 3%tensilestrained sample

Figure 5(a) shows the EC@nicrographof a grain from the hydrogertharged regionat a
distance of 20 pum from the surfacé the sample deformed to 3%tensile strain The
micrograph evidencedlislocatiors formng cell-like structurs. In contrast, the ECC
micrographof a grain from the uncharged region d@he same ample shows entangled
dislocatiors, as shown irfrigure5(b).
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strain strain strain

Figureb. EC@nicrograpls of deformation microstructures from different areas and deformation
degrees. Pink frames indicate images from the hydragearged regionblack from the uncharged
region. Left to right columns are from 3, 5 and 7% tensile strained sar@ldsslocationstructures
with cell morphology(b) entangleddislocations(c-d) dislocation partials indicated by yellow arrew
anddislocationloop dipoles indicated by red arrewe) entangled dislocationdf-g) long, extended
stacking faults indicately yellow arrow andthe nucleation offieatures interpreted asmartensite

phaseindicated by red arrog; (h) entangled dislocations

3.52 5%tensilestrained sample

Figures 5(c-d) show ECCmicrographsof two different grains fronthe hydrogencharged
region at a distance of 15 um from the surfaxfethe sample deformed to 5%ensile strain
The features indicated by yellow arrewn Figure 5(c) are two closelyspaceddislocation
partialsboundinga stacking faultindicating planar slipThe features indicated by red arow
in FiguresS(c-d) are likelydislocationloopdipoles,as there is no stacking fault visible between
them. Such featuregretypicaly formed due tadouble cross slipAn ECC micrographof a
grainfrom the unchargeccenterregion ofthe same amplein Figure5(e), shows entangled
dislocations

3.53 7%tensilestrained sample

The ECCmicrograpls in Figures 5(f-g) are fromtwo different grainsn thehydrogencharged
region at a distance of 10 um from the surfaxfethe sample deformed to7% tensile strain
The featurepointed by yellow arrowin Figure5(f) indicatethe formation of longextended
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stacking faultspotentially alongwith U0-martensite The stacking faults can be distinguished
from well-developedrmartensite plates by the contrast difference in their B@Zograpls.
Stacking faultsareonly oneatomic layer thick. Thus, in ECCI, they appear as feattirat are
marked byan intense bright linewhere the fault intersects the sample surface followed by
fading contrast to one side of the line where the stacking fault dives into the n{a®@rial
contrast,an U-martensite plat®r a twin has an appreciable thickness and #ppears as a
continuous bright band of constant brightnfl€. This is actually the cader the features
marked by red arrows in Figub€g). Based on the previous work on a similar alloy byeAn
al.[42], we i nterpret t he-sarterfsieAstsuggestes byahe literaturepy c | e u
the formation mechanisms of bditmartensite and twinand their evolution are very similar,
even if their influence on the deformation process can d#f#44] It must be noted that these
Umartensite plates are very thin and heoannot be resolved by EBSThe ECCmicrograph

of a grain from the uncharged region tfie same ample Figure 5(h), shows entangled
dislocatiors andno 0-martensitgphaseformation.

3.54 Statistical analysis

A statistical analysis of the dislocation structuweas performed by examiningt least20
randonty-selectedgrains from both théydrogencharged and the uncharged regiohgach

of the three samples, i.e., 3%, 5% andtéfsilestraired Theorientations of those grains were
determined by usindgEBSD. All investigated grains show similar deformation structures
although they are from a broad range of Taylor factéiggire $. The inverseole figuresof
the tensile directionverealsodrawn No preferred orientationf grains is observednd the
texture also has no influenoa the dislocation structureasindicatedby the corresponding
inverse pole figures for eh of the examined grains included in the supplementary teptré-
S6). At the lowstrainsand high tensile strain ratloserhereinto study the hardening effect
of hydrogenthe Taylor factomay notyetplay an important rolesonversely to report in e.g.
Ref.[42], and thedeformation may rathebegoverned by the Schmid factor or by the activity
of hydrogen.

3.6 Atom probe tomography

Specimendor APT were preparettom samples that had been first electrolytically charged
with hydrogen and then tensile deformadter preparationAPT specimensverenonetheless
further charged with deuterium in gascharging chamber, beforéAPT analysis Grain
boundariesvere first targeted, because they are loci of dislocation nuclg¢d&igtt], including

in hydroge-charged materiald 8], and intergranular fracture was observed in the hydrogen
charged regionDeuterium segregation at a grain boundarthe 3% tensile strained sample

is evidenced in Figuré Figure6(a) showsaanECC micrographof the region whichvas lifted

out for preparing the APT specingifrigure6(b) displays the B elemental mapf the APT
specimen with the grain boundafihe composition profile calculated with 0.5 nm bin width
across the grain boundary is plotted in Figh(®, with deutéum segregation of up to 1.4 +

0.2 at.% at the grain boundary, that shows also a strong manganese depletion at the boundary
(approx.i 6.5 = 0.5 at.%)Theoveralllower manganese content in the APT measurecant
beassociated to the loss of the lowegaporating field specigse. in this instancenanganese
[47,48] We also observe an unexpected strong oxygen enrichment of uptte % at.% at

the grain boundary which could have originated from the cathodic charging of the bulk
specimen or from thereparation andhargingof the APT specimen and during its transfers to
the atom probe.

Deuterium segregation to the grain boundary confirms thaaseharging conditions allowed
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for somedeuteriumingress into the materigbimilar analyses were performed on other grains
cortaining dislocations with a cell morphology, farther from the grain boundary, shown in
Figure6(d). The deuterium distribution is homogeneous in this APT specimen with no visible
or statistically significant segregatio® binomial frequency distribution nalysis was
performed to assess the distribution inside the gf48i50]. The observed frequency
distributiors for manganesecarbon, hydrogemand deuterium atoms in FiguBfe) match
closely the binomial distribution expected for a random distributiosobftes. The Pearson
coefficient pis used forinterpreting the segregation of solutes whigkes value from O that
indicates a random distributiphe. no segregaticend 1 that indicates a strong deviation from
randomnes$s1]. Here, the value di for all the elemental specidie well below 0.1 which
suggests that tiredistribution througbut the APT datasetas random, i.e. with no indication

of segregation to microstructural defects.

Since the samples had been hydregearged prior to tensile deformation, trapped hydrogen

at defects might prevent efficient ingress of deuterium during the second gas loading, as
suggested inref. [35]. A frequency distribution analysifor hydrogen (i.e. excluding
deuterium) similarly revealsno detectable segregation ~u040.06) or Hcomposition
fluctuations on the scale of 1000 nm that could be re&d to the presence efg. cells.
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Figure6. (a) EC@nicrographmarkingthe region in the hydrogeoharged region of the 3% tensile
strained sample from where the APT speciswereprepared; (b) D elemental map of the APT
specimershowing deuterium enrichment at a grain boundary (GB); (c) the composition profile across
the GB with 0.5 nm bin widthhe left axis indicates compositionmainganesend oxygenthe right
axis that ofcarbon anddeuterium (d)3-D elemental map of APT specimen prepared from the grain
with dislocations exhibiting the cell morphology;tfe) biromial frequency distribution analysis
corresponding to thé&PT dataseshown in (d)

APT analyses were performed in the hydrogbarged region of the 7% tensile strained
sample containing stacking faults, and similarly charged with deuterium, supplenteégtae
S7. No elemental segregation at dislocatienstacking faultsvas observedh any of these
datasetsvhich is expected at such high tensile strain.rate

4 Discussion

At each of the three tensile strain levels, i.e., 3%, 5% ander%@ngled dislocatiawere
observed in the uncharged region. This is in stark contrast with the hyerbgeged regions:

(i) dislocation cells were formed at 3%; (ii) dislocation partials and loop dipolesfarened

at 5%; and (iii) longextended stachg faults withO-martensite weralreadyformed at 7%.

We confirmed that this microstructural evolution was dubegresence dfydrogen, and not
associated to the texture or the Taylor factor. The associated mechanisms will nhow be
discussed.

4.1 Early stage of the deformation

The onset of plastic deformation occurs at the yield point thigimucleationof dislocatiors.

The yield strength ofhe uncharged sample was 250 MR&ereasit was 300 MPa for the
hydrogenchargedsample A 20% increase in yield strength can be ascribed to the solid
solution strengthening effect by hydrogen which is an interstitihlteelement in austenite.
We have to takénto accounthat he thickness othe sampleafter polishingand hydrogen
chargingis below 1 mm (approx. 800 pmjn the current study anonly approximately 1b

20% of the samplé s ¢ r o sshows littld ana intergranular fracture features due to
hydrogen, as shown in Figure 4(b). The side edges of the samgiencenadeharder by the
presence of hydrogecompared tahe centeruncharged regignhence developing a hard
coating on the materialo a first approximatiomased on thareafraction, using the rule of
mixtures[52] for which 250MPa can be sed as the yield strength of the 80% uncharged region
in the hydrogercharged sample whose overall yield strength isNB@, the yield strength of
the 20% hydrogexharged region is calculated as 3Pa Hence, a higher stress is required
to deform the isle edgesThe higher yield strength of the hydrogemarged regiorcan be
rationalized bythe following effect. Hydrogen segregated at grain boundaries, as revealed by
APT, delays the emission of dislocations ltdgcking the dislocationsource at or in grain
boundaries, which agrees with the literat{68,54] A higher citical stress is required to
activatethe grain boundary dislocatiosources.Once activation (or nucleation) has been
achieved, dislocations are formed and glide easily wlaals to strain softening due to an
increase in the mobile dislocation densitylas connected with the yield point phenomena.

4.2 3% deformation

In the hydrogercharged region, dislocatisnentangle and cellare formed which is
unexpectedor materials witha low stacking fault energyi.e.in which cross slipis unlikely.
Nevertheless, alls had been observed in other TWiteels without hydrogen charging, e.g.
Fe-22Mn-0.6C (wt.%)[55] despiteits relativelylow stacking fault energy of 22 mJ#nin the
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present alloythe stacking fault energy &ven higher, &7 mJ/ni [56]. Yet, thestacking fault
energywas reportedo be lowered byapprox. 40% when austenitic stainless steel contained
approx. 270ppm of hydroger[57,58] However, he stacking fault energy is not the only
parameteinfluencingcell formation,a lowshear modulus was also shown to play an important
role [59]. Gavriljuk et al.[60] indicate th&ahydrogen reduces tistear modulus in austenitic
steels,and theyestimatedhat this can be up to over 3J®&i]. In combination, these effects
could reducehe activation energy for croséip andfurther promote cell formation.

However, we propose an alternativenterpretaition here.Hydrogen segregated at grain
boundaries, which are typical sources of dislocatigis46], can delay the emission of
dislocationsOur suggestion is that partial lockibg hydrogerof dislocations in or near the
grain boundares might decrease the segment lengthdisfocationsourcesn the boundary
Therefore, a higher activation stress is required. Withoctlocking effect(no hydrogenjhe
activation ofdislocationsources with the highest Schifattor (i.e. single slip on the primary
slip systenor coplanar slip on the firdivo adivated systen)sis expected at the beginning of
plasticdeformation. Such ceplanar slip is observed in thexcharged sample regionBigures

5b, 5¢ 5h). However,hydrogen lockingtogether withthe higher stress level might favibie
simultaneousactivation of multiple slip systemalready at the upper yield stresBhe
entanglement of these dislocatidram multiple slip systemat an early stage of deformation,
leads to the formation of cdike structuresKigure 5a), which are, however, netated to the
cell structures observed in materials with high stacking fault en€hygy . means that the early
occurrence of cells might be not due to a faster dynamic recovery piloeemsse ofn
enhanceent of thecrossslip frequency, but more a geotrneal cell formation due to early
multi-slip and entangling of dislocations of different slip systerhss interpretation does not
require invoking an effect of hydrogen on the stacking fault energy or on the shear modulus,
which it likely has but it isextremely challenging to quantify independently from other
parameters. This interpretation is hematgactive considering the complexity of the problem
at stake.

APT experiments confirm that there is no deuterium segregated to dislocations which is
expected at the high tensile strain rate used in the current atitthe. strain rate of 1®s'and

due tothe low diffusivity of hydrogen in austenite, there is nteraction of hydrogen with
dislocations because the velocity of dislocations is high which makes it difficult for hydrogen
to follow the fastmoving dislocations. It henaenables us to study the dislocation structure
evolved primarily due to the strengtting effect of hydrogen.

The dslocation structure in grainspreviouslyimaged by ECCwere examinedagain after
approx. 2 monthendnone of the observed dislocations, stacking faults, dislocation partials
and loop dipolehad changed (Figure8p Prevous reports of the evolution of dislocations
moving during hydrogen desorption Fe-Mn-alloys [18,42,62] could indicate that in our
present observations, the hydrogen hascoatpletely left the sample by the time the APT
analysis was performed.

4.3 5 7% deformation

At 5% tensile strainthe continuous supply of more dislocatioredpng with dislocations
extracted from the cell walfgrogressively have homogenizdthe cell valls are not very dense
andthe force to extract dislocatiofi®m these cells or celike structuress likely low. The
homogenization of the dislocation structure can leadbtal variations in the hydrogen
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concentration viatressassisted diffusionas suggested 3], causinga redistribution othe
hydrogen The local variations in hydrogen concentration establishocal variations in the
stackingfault energythatcan facilitate the nuehtion ofstacking fault§64,65]in theregions
with relatively lower stacking fault energyhile dislocation loop dipoles are observed in other
regions

At highertensilestrain,i.e. 7%, relatively thindmartensiteplates are observe{eeping in

mi nd that the st acki regsedfaavollinte energyeandgyrfacé engrgyc a n
contributions (assuming that the stacking fault is a-&amic layer volume of hcp crystal
structure with two surfaces on either sif#5]:

Surface
energy term

¥ = np(AGP™ + E57) + 20 (n)

Volume energy term

whereni s t he numb e raistlie dénsity df atomp in a olases packgd plane in
mol es per {*Rand B"are eespectivelBe chemical free energy difference
between parent and product phaseslthe strain energyoth defined asolar quantities, and

G 16) is thesurfaceenergy per unit area of the particle/matrix interface.

Based on the suggestions by Koyama and cowofkéis hydrogenstabilizes austenite and
increases the volume energy contribution required to forrdthartensitén austenitic steels
However, hydrogen promotes the formation of stindfuced Umartensite[62,67], which
suggests that the surface enefgin)(in the equationabovg is lowered by hydrogernhereby
facilitating the formation ofmartensite The Omartensiteformed in he studied TWIP steel

is strairinduced[68], it is not observed in the uncharged region of the intermediate tensile
strained (i.e., 3%, 5% and 7%) samples, however, it is observed imtharged sample
deformedto tensile fractureFigure . Hydrogen enables the formation of straiduced’
martensiteat lower strain level, based on recent stufb&$.

We, here observe the formation d¥martensiteat 7% strain in the hydrogesharged region
which begins bythe nucleation of stacking faults at 5% tensile strdihis nucleation of
stacking faultdeads to the formation dbng, extended stacking faults which stack together to
nu c | emarteesiteWhich is in agreement with previous reports in austenitic sf2@)s8]

The microstructure of the 5% tensile strained sample herceansient betweedhe formation

of entangleddislocatiors (forming cells because ofthe interaction of norcoplanar slip
systems)andthe formation of stacking faults.

Atomistic calculations suggest that hydrogen does not reside in the stacking fault in FCC iron
containing carbof69] because the presence of carbon atoms near the octahedral sites on the
stacking fault plane makes the hydrogegregatiorunfavorable The tendency for hydrogen

not to segregate to stacking faults could explain why we could not detect it by APT.

4.4 10% ceformationi fracture surface

The intergranular fracture surfaicethe hydrogercharged sample deformed to tensile fragture
Figure 4(b) could be explained by the thermodynamic theory of decohesion by Hirth and Rice
[70]. It is beyond the scope of current study to quantify the hydrogen content leading to the
decohesion of grain boundarjeget we report hydrogen segregation by APT at a grain
boundary from the sample deformed to 3%ydrogensegregated at grain boundaries of the
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sample deformed to fracture at 10% straiould reduce the criticafracture stress at the
boundary which means thagtktrain on the sample at which grain boundary decohesion occurs
is generallyalsoreduced following the proposed the HEDE mechanifft], leading to the

ma t e rfracaure[d2%

5 Conclusion

We studied the dislocation structure resulting fromstiengthening effect of hydrogem a
Fe26.9Mn0.28C (wt.%)TWIP steel. We observeddaop in ductility from 75% td0% (as
engineering straimo fracturg primarily due to the hardening of material by the presence of
hydrogen, which is revealed lay20% increase irtheyield strength after hydrogen charging.

The dislocation structures were examined at three different tensile strain levels enabling
interpretation of the formation and dissolution of -dék structures, followed by the formation

o f-mddtensite in the hydrogesharged regioriThe celtlike structures are likely formed by

the simultaneousnteraction of several slip systems at early deformation stage, rather than by
enhanced cross slip. The formation of stiain d u -marteénsité can be ascribed to a reduction

in the martensitaustenite interfee energy by hydrogeihis contrasts with the uncharged
region where entangled dislocations are imaged at each tensile strain level. We conclude that
the observed evolution of dislocation-struct
martensitephase formation with an increase in the tensile sisadue to hydrogen. It was

found that for the low strain observed here, the deformation structures were independent of
Taylor factor and orientation of the principal strain axis.

The current study sggststhat hydrogensegregated at grain boundaries, confirmed by
deuteriumlabelled APT analysis, delays the dislocation nucleation and hence hardens the
material.
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