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We report on the evolution of the spin-wave spectrum under structural disorder introduced inten-
tionally into one-dimensional magnonic quasicrystal. We study theoretically a system composed of
ferromagnetic strips arranged in a Fibonacci sequence. We considered several stages of disorder in
the form of phasonic defects, where different rearrangements of strips are introduced. By transition
from the quasiperiodic order towards disorder, we show a gradual degradation of spin-waves fractal
spectra and closing of the frequency gaps. In particular, the phasonic defects lead to the disappear-
ance of the van Hove singularities at the frequency gap edges by moving modes into the frequency
gaps and appearing new modes inside the frequency gaps. These modes disperse and eventually can
close the gap, with increasing disorder levels. The work reveals how the the presence of disorder
modifies the intrinsic spin wave localization existing in undefected magnonic quasicrystals. The pa-
per contributes to the knowledge of magnonic Fibonacci quasicrystals and opens the way to study
of the phasonic defects in two-dimensional magnonic quasicrystals.

I. INTRODUCTION

Quasicrystals are aperiodic structures characterized by
long-range order and lack of translational symmetry[1, 2].
The order can be revealed in the Fourier spectrum
of the structure that has a countable set of Fourier
components[3–6]. This property leads to the presence
of multiple frequency gaps (i.e., Bragg gaps) in the spec-
trum of eigenmodes. The disorder introduced into the
structure generally leads to the localization of the eigen-
modes. The increasing level of disorder eventually leads
to Anderson localization[7–10] and the gradual closing of
the Bragg gaps. Particularly interesting is the case of
defects in quasicrystals because they possess fine band
structures and already localized modes that are called
critically localized. In this sense, the impact of the dis-
order can be more complex.

Due to the structural degrees of freedom in quasicrys-
tals, the local arrangement of the structure cannot un-
ambiguously determine the global ordering and the iden-
tification of disorder is more difficult than for periodic
structures. The concept of structural degrees of freedom
is more understandable when we notice that the qua-
sicrystals can be generated from the higher-dimensional
crystals defined in abstract higher-dimensional hyper-
space or real space but by the cut-and-projection (C&P)
method[3].

The most known 1D quasicrystal whose lattice can be
generated by the C&P method is the Fibonacci qua-
sicrystal, where lattice points, separated by long (L =
aτ/
√

2 + τ) and short (S = a/
√

2 + τ) distances, are ar-
ranged aperiodically (a denotes the period of square lat-
tice in hyperspace, τ is the golden ratio)[11]. The trans-
lation of the Fibonacci lattice is equivalent to rearrange-
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ments/swaps within the pairs of neighboring sites, which
leads to the exchange of the adjacent short and long dis-
tances: LS ↔ SL. These local rearrangements of the
lattice are called phasons[12]. The C&P method sug-
gests also how to generate the positional disorder in the
Fibonacci lattice manifested only by the perturbation of
the sequence of L and S. It can be achieved by the modu-
lation of the shift c of the projection line y = τ−1x+c(x)
– see Appendix A for more details. If this randomly intro-
duced modulation is long-wave and has small amplitude,
then it generates the LS ↔ SL swaps. Such kind of
structural disorder is called phasonic defects.

The phasons (and phasonic defects) are the unique fea-
ture of all quasicrystals and were intensively investigated
in relation to the stability of atomic lattice of natural
quasicrystals and their phononic properties[13]. In these
systems, phasons are dynamic objects which can be ac-
tivated thermally and move diffusely[10, 14, 15] in the
structure of quasicrystal. The concept of phasons was
already investigated in photonics including the diffusive
character of phasons[16]. Their role was also discussed as
static defects, deliberately introduced into the photonic
quasicrystals[17].

In the paper, we focus on the general problem of
proper introduction of positional disorder in magnonic
quasicrystals and study the impact of such phasonic de-
fects on the spin-wave spectra and their localization prop-
erties in magnonic Fibonacci quasicrystals[18, 19]. We
introduce the static and spatially uncorrelated phasonic
defects, which allows for gradual transition from non-
defected Fibonacci sequence of strips to the completely
disordered system. The static character of considered
phasonic defects means that they are introduced inten-
tionally (i.e. by design) and not spontaneously (i.e. by
thermal activation).

The impact of the disorder on magnetization dynam-
ics was extensively studied in the lattice models[20–
23]. In the case of the continuous model, the impact
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of the isolated defect on the spin-wave spectrum in
magnonic crystals was investigated for 1D structures [24–
26], 2D magnonic crystals[27–29], and line defects in 2D
magnonic crystals[30]. There were also reports on de-
fect as a magnetization reversal of a single strip in one-
dimensional magnonic crystal[31]. However, a disorder in
magnonic quasicrystals raises another class of questions
thus, we believe that our study on phasonic defects and
their impact on the spin-waves makes a valuable contri-
bution to the magnonics field of research.

In the section ’Structure and Model’, we present the
magnonic structure under investigation, explaining (i)
why this structure can be considered as a decorated Fi-
bonacci lattice and (ii) how we introduce the uncorre-
lated phasonic defects. In this section, we also outline
the computational method based on the solution of the
Landau-Lifshitz equation by the plane wave methods. In
the section ’Results and Discussion’, we provide a de-
tailed analysis of the impact of the phasonic defect on the
frequency spectra of SWs and localization of the modes,
illustrated by the plots of the integrated density of states,
localization measure, and the profiles of selected modes.
Finally, in the last section ’Summary’, we conclude our
findings.

II. STRUCTURE AND MODEL

We investigate spin-waves (SWs) in a 1D planar
magnonic structure composed of cobalt (Co) and permal-
loy (Py) strips of equal widths, being in direct contact
and thus forming a continuous layer. The Co and Py
strips are magnetically saturated by the external field
applied along with them. The strips are arranged in
Fibonacci quasicrystal. It is worth noting that despite
the equal width of the strips, the system can be un-
derstood as a decorated Fibonacci lattice where Co and
Py strips are centered at sequences SLLS and SLS
(S = a/

√
2 + τ , L = aτ/

√
2 + τ , where a is the period

in hyperspace) sharing the shorter sections S between Co
and Py with the ratio: (2−τ)/(2+τ). Then, the common
width of Co and Py strips is equal to a( 3

2τ + 1)/
√
τ + 2.

To generate the phasonic defects as the structural per-
turbations, we use the procedure which is technically
simpler than the C&P method (discussed in Appendix
A), although it is based on more complex formalism (de-
scribing the properties of the generalized Harper model
with incommensurate modulation of the on-diagonal and
off-diagonal elements of tight-binding Hamiltonian[32]).
The general model, which also describes Fibonacci qua-
sicrystal, is presented in Ref. 32. The authors provide
the characteristic equation that determines the succes-
sive elements of the Fibonacci sequence for given values
of the parameter φ, describing the structural degree of
freedom[33, 34]:

χn(φ) = sign
[
cos

(
2πn

τ
+ φ

)
− cos

(π
τ

)]
. (1)

7 12 131

7 12 131

(a)

(b)

(c)

Figure 1. (a) The all possible approximates of Fibonacci
crystal composed of 21 elements. As the phase φ changes
(see Eq. (1)), we obtain 21 possible sequences of Co (light
yellow) and Py (dark blue) – note that Co strips can appear
in doublets. The solid red line at φ = π/τ corresponds to the
approximate generated by standard substitution rules: Co →
Co|Py, Py → Co, presented in (b) – see also Fig. 2. The
red dashed lines show the range in which the parameter φ
is randomly changed at each position n. The changes of φ
which induces the phasonic defects are marked by green bars.
They are responsible for the substitution Py → Co at position
7 and swap between positions 12 and 13 (Co|Py → Py|Co).
Sequence with defects is presented in (c); note that position
of swaps are marked by arrows.

The characteristic function χn takes the values ±1. For
our structure, χn = 1 (χn = −1) selects Py (Co) strip at
nth position in the Fibonacci sequence. The parameter
φ is related to the shift c of the line y = τ−1x + c in
C&P method: φ = 2πc/a, see Fig. 9 in Appendix A.
For infinite range of the index n, the different values of
φ correspond to different realizations of the Fibonacci
crystals which are only shifted by ñ positions with respect
to each other: χn(φ) = χn+ñ(φ + φ̃), for every n (the
change φ̃ of the parameter φ corresponds to the shift of
the sequence by ñ positions). When n takes values in the
finite range 1, . . . , N , and N is the Fibonacci number,
then the sweep of the parameter φ in the range [0, 2π]
produces all unique, N -element sequences which can be
identified as the Fibonacci crystal. The number of such
unique approximates of Fibonacci crystal is equal to N .
It is illustrated in Fig. 1(a) where we presented all 21
approximates composed of 21 elements (strips). Please
note that the characteristic function Eq. (1) is periodic:
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Figure 2. The approximate of Fibonacci quasicrystal cor-
responding to the φ = π/τ (see Fig. 1), i.e., resulting from
the standard substitution rules: Co → Co|Py, Py → Co.
This exemplary structure is composed of Py and Co flat strips
(30 nm thick and 300 nm wide), aligned side-by-side and be-
ing in direct contact. The field µ0H0=0.1 T is applied along
the strips. The sequence of tilted arrows and line in front of
them visualizes the spin-wave mode profile.

χn(φ) = χn(φ+ 2π), and the parameter φ plays a role of
phase in Eq. (1).

We arbitrarily selected the structure represented by
φ = π/τ because this approximate is generated by the
standard substitution rules. The phasonic defects can
be introduced to any sequence generated by Eq. (1), be-
cause each of them is defect-less section of Fibonacci qua-
sicrystal. The approximate for φ = π/τ (red solid line
in Fig. 1(a)) is presented schematically in Fig. 1(b) and
corresponding structure is visualized in Fig. 2.

To introduce the phasonic defects we add an additional
term φn to the parameter φ: φ → φ + φ̃ + φn[33, 34].
This term is a random number of uniform distribution
in the range −∆φ < φn < ∆φ, where ∆φ < π. The
range ∆φ can be understood as a counterpart of thermo-
dynamic temperature in atomistic quasicrystals, where
higher temperature lead to higher probability of defect
occurrence. This range is marked by the red dashed lines
in Fig. 1(a) and the exemplary sample of the random
values of φn are denoted by thin vertical bars. The per-
turbations φn which induce the phasonic defects (i.e., flip
the sign of χn) are marked by the green line (positions
n = 7, 12, 13). The ineffective perturbations are marked
by red bars. The perturbed structures with three pha-
sonic defects are shown in Fig. 1(c). Position of phasonic
defects are marked by arrows below the figure. The de-
fects are not correlated in space because for each position
χn is generated independently. Thus, the parameter φn
does not change gradually, in a wave-like manner, as it
is expected for a long wave (and long-living) phasons in
atomic quasicrystals at finite temperature[13, 14]. Be-
cause of it, along with swaps LS ↔ SL, we can also ob-
serve the substitutions L ↔ S. For ∆φ = π the system
becomes random, since the probability of type of strip at
n−th position is τ . We discuss this case in Appendix B.
For smaller values of the amplitude ∆φ, the introduction
of defect is not equally probable at every position. At
some locations (e.g., the position 13 in Fig. 1) the gener-
ation of defect is highly probable whereas other locations
can be quite robust (e.g., position 7), or even completely
inaccessible (e.g., position 2) for defects[35].

Each strip is assumed to have a width of 300 nm, a
thickness of 30 nm, and is infinitely long. The dimen-
sions make the system in an exchange-dipolar regime,
which is already feasible for experimental realization.
For the constituent elements from which the system
is constructed, we consider two widely used materials,
namely Co and Py. The parameters that are impor-
tant for SW propagation are magnetization saturation
MS and the exchange length λex. These parameters
are equal to MS,Co = 1445 kA/m, λex,Co = 4.78 nm,
MS,Py = 860 kA/m, and λex,Py = 5.29 nm. We assume
that our sample is saturated by the external magnetic
field with value µ0H0 = 0.1 T, and is directed along the
strips. In this geometry, a static demagnetizing field is
equal to zero.

We consider magnonic quasicrystal that is composed
of two different magnetic materials[36, 37]. However, the
magnetic contrast can also be obtained in other ways:
by inducing locally anisotropy[38, 39], by decorating the
uniform film[40, 41] or by thermal gradient[42]. Having
said that, the physics that we present in the paper is not
restricted to the bi-component material.

When we neglect the damping, the dynamics of magne-
tization vector can be described by Landau-Lifshitz equa-
tion (LLE):

∂M

∂t
= −µ0 |γ|M ×Heff , (2)

where µ0 = 4π × 10−7 H/m is the permeability of vac-
uum and γ = 176 rad GHz/T is the giromagnetic ratio.
The effective magnetic field, which contains all kinds of
magnetic interactions considered in our study, governs
the precession of magnetization vector. In our case Heff

is composed of the following terms:

Heff (r, t) = H0 + Hdm (r, t) + Hex (r, t) , (3)

whereH0 stands for the external field,Hdm (r, t) demag-
netizing field and Hex (r, t) is the exchange field. The
last two terms are spatially and temporally dependent
since they are connected with material parameters and
magnetization dynamics at the same time. SWs are usu-
ally studied at room temperatures T . Considered ma-
terials have much higher Curie temperatures TC , e.g.,
TC ≈1400 K for Cobalt. In the regime T . 3/4TC , ther-
mal effects can be neglected, and the usage of Landau-
Lifshitz equation is fully justified[43].

We use the plane wave method (PWM) to solve the lin-
earized LLE[44], where the magnetization vector M(r, t)
can be decomposed to static part M0(r) and dynamic
m(r)ei2πft, changing harmonically with the frequency
f . Dynamic part contains two components of magne-
tization vector: mint(r, t), and mout(r, t), representing
in-plane and out-of-plane oscillation, respectively. The
PWM method is designed for a periodic system, where
the Bloch boundary condition must be used. The PWM
is based on the application of the Fourier transform both
to the Bloch functions (dynamic components of magne-
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tization) and material parameters (saturation magneti-
zation and exchange length). These procedure allows to
formulate an algebraic eigenproblem which can be solved
numerically with the eignevalues (being eigenfrequencies)
and eigenvectors (being the Fourier coefficients of the
Bloch functions).

Despite the fact that the quasicrystals are not pe-
riodic structures, the PWM can still be used in the
so-called supercell approach[45]. This application of
PWM still assumes periodicity, but for supercells being
a copies of the whole system, for which we take the peri-
odic boundary condition. In magnonics, this approach
was already used to investigate defect modes[46], in-
terface modes[47], waveguides[48], and two-dimensional
quasicrystals[49, 50]. For considered system, the super-
cells are composed of 377 strips. For such large supercells
the peculiarities of the Fibonacci quasicrystal are well
reproduced, and spurious interface states (which can ap-
pear at the edges of supercells) do not disturb the spectra.
We used 3770 plane waves for expansion into the Fourier
series. This amount was checked for convergence and was
enough to reproduce Fibonacci spectra[19].

III. RESULTS AND DISCUSSION

To determine the spectral properties of the approxi-
mates of Fibonacci quasicrystal, we plotted the depen-
dence of integrated density of states (IDOS) on the fre-
quency. For a finite system, IDOS(f) is the number of
the modes below given frequency f – see Refs. 19, 49, and
51. For the successive approximates of 1D crystal or
quasicrystal (i.e., taking larger unit cell), the IDOS is
a step-like function where the steps become finer with
the increasing size of the approximates. Constant fre-
quency ranges in the IDOS(f) corresponds to the fre-
quency gap of the system for k = 0 The width of these
ranges converges with larger approximates. The other
feature allowing the identification of the frequency gaps
is a specific character of IDOS(f) close to the gap’s edges.
The changes of the frequencies for successive modes (i.e.,
with increasing IDOS) become extremely small in the
vicinity of the gap, which is the manifestation of van
Hove singularities in density of states for 1D non-defected
systems[52, 53]. It is worth noting that, due to the
lack of translational symmetry in quasicrystals, we can-
not easily relate the frequency f to the wavenumber k.
However, it was shown that for 1D infinite system, the
IDOS(f) ∝ k(f) [54]. Therefore, the IDOS(f) depen-
dence for large approximates give us the insight into the
dispersion relation f(k) – see Fig. 3(a-c).

The f(IDOS), i.e., inverse function of IDOS(F) for
non-defected approximate (composed of 377 strips) is
presented in Fig. 3(a). The solid black line in Fig. 3(a–
c) shows the dispersion relation f(k) for infinite uniform
thin film[55]. Please note the split of the x-axis between
IDOS and wavenumber. The film was assumed to have
effective material parameters, which are the volume aver-

ages of the constituent material parameters of Co and Py.
It is clearly seen that the f(IDOS) follows the dispersion
relation f(k). The agreement is very good for long SWs,
in the so-called metamaterial regime (k → 0). In this
case, SWs are not that sensitive to a specific configura-
tion of strips. Significant differences are observed when
frequency gaps are opened, which does not appear in the
homogeneous film. Just before and after frequency gaps,
differences between the frequencies of successive states
are very small, and bars in the graph, Fig. 3(a), form
the horizontal lines, which corresponds to the van Hove
singularities.

Figs. 3(b,c) show f(IDOS) in the presence of phasonic
defects. We used green color for IDOS to visually differ-
entiate results from non-defected case in Fig. 3(a). We
consider two levels of phasonic defects corresponding to
different ranges ∆φ of the random component of the pa-
rameter φ, which describes the structural degree of free-
dom (see, Eq. (1) and Fig. 1). We assume the values
∆φ/(2π) = 5% (Fig. 3(b)) and 10% (Fig. 3(c)). Due
to phasonic defects, the narrowest gaps are closed, and
new modes strongly localized at defects (see discussion in
the further part of the paper) are induced (see the red-
dashed frames in Fig. 3(b,c), showing the states within
the frequency gaps). The narrower gaps are much more
susceptible to disappearing with increasing disorder.

In the bottom row of Fig. 3(d–f) we present Fourier
spectra of the structures considered in Fig. 3(a–c). For-
mation of the frequency gaps can be attributed to the
fulfillment of the Bragg condition, i.e., the position of
the Bragg peak (multiplied by two) determines the posi-
tion of frequency gaps[56]. However, their intensity does
not necessarily determine the width of the frequency gap.
We can see in the unperturbed Fibonacci structure (see
Fig. 3(a) and (d)) that the biggest peak (except for a
peak at k = 0) is responsible for the widest frequency
gap (12.3 GHz–14.3 GHz), however the second biggest
peak opens only a small one, around 15 GHz. We can see
that the Bragg peaks are reduced as the level of phasonic
defect increases. The relative reduction of the highest
peaks (corresponding to wider gaps) is smaller than for
lower peaks (corresponding to narrower gaps). There-
fore, only the highest peaks in the Fourier spectrum are
distinguishable, and the widest gaps remain opened for
a large level of phasonic defects – see the bottom part
of Fig. 3(c) and the zoomed region, marked by the red
dashed frame. Another effect of the phasonic defects in
IDOS is the change of the slope of f(IDOS) at the edges
of frequency gaps. This means that density of states is
not singular anymore at these points.

Fig. 3(a–c) shows that the f(IDOS) is an useful func-
tion for description of the spectral properties of de-
fected quasicrystals. However, the spectra presented in
Fig. 3(b,c) are specific for given, randomly generated, set
of phasonic defects. To obtain the representative picture,
we need to collect the spectra for many configurations of
phasonic defects generated for the same amplitude ∆φ.
Figs. 4(a–c) present the IDOS for 100 different configura-
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Figure 3. Top row: (a), (b), and (c) – integrated density of states as a function of frequency plotted in the inverse form f(IDOS)
– blue/green color, and the dispersion relation for SWs in a homogeneous film with weight averaged material parameters –
black color. Please note that each information has its own abscissa, and share common ordinate. The abscissa of each plot
has the same scale, indicated only in the leftmost plot. (a) Results obtained for perfect Fibonacci sequence composed of 377
strips. (b) Results obtained for defected sequence with amplitude ∆φ/(2π) = 5%, and (c) ∆φ/(2π) = 10%. Bottom row: (d),
(e), and (f) – bar plot of reciprocal lattice vectors intensities, corresponding to the Bragg peaks, for the structures from (a),
(b), and (c), respectively. Phasonic defects destroys the fine structure of Bragg peaks that in consequence lead to modification
of the density of states at the edges of frequency gaps and appearing new modes inside the gaps.

tions aggregated on one plot in the form of 2D-histogram.
Please note, that figures in two rows of Fig. 4 share the
same values of frequency on the horizontal axis. The
intensity of the green color reflects which position in fre-
quency and IDOS appear more often. Figs. 4(a–c) are
plotted for ∆φ/(2π) = 5, 10, and 25%, respectively. The
gray background marks the frequency gaps of the non-
defected Fibonacci sequence. The general trend of IDOS
in the function of frequency prevails even for the most dis-
turbed system. The IDOS curve is not much dispersed,
suggesting the same spectra for the different realizations
of the disorder. However, we can notice that the green
line in Fig. 4(c) is thicker than in Fig. 4(a), which in-
dicates some frequency shift under strong disorder. In
the range of frequency 10–12 GHz, where IDOS resem-
bles the dispersion relation of the homogeneous film with
weight averaged material parameters (black line in Fig.
3(a–c)), defects do not change the picture. The impact of
the defects is strongest around the frequency gaps. Ini-

tially, for ∆φ/(2π) = 5% the modes appear deeply inside
and at the edges of the gaps. Then, for higher ∆φ, the
modes start occupying other frequencies within the gaps
and gradually fill them. These effects are more effective
for narrower gaps. Finally, we do not observe the fine
structure of the gaps in the spectrum which was a hall-
mark of quasiperiodicity. The location of the defect in the
sequence and its neighborhood determines the frequency
of strongly localized defect modes. For ∆φ/(2π) = 5%
(Fig. 4(a)) modes from the widest frequency gaps (i.e.,
the gap around the 13 GHz or 16 GHz) are induced by
those phasonic defects which form the sequence of double
Py strips. Thus, their position on IDOS is very specific.
Moreover, since such sequence of strips is common in de-
fected sequence, the modes are highly degenerated. For
more distorted sequence presented in Fig. 4(b) and (c),
different sequences become available like triple Py strips,
so defect states can occupy other frequencies.

The qualitative determination of localization is chal-
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Figure 4. Top row: (a), (b), and (c) – integrated density of states as a function of frequency plotted in the inverse form
f(IDOS) calculated for Fibonacci sequence with introduced defects. Gray areas represents the frequency gaps in ideal Fibonacci
sequence. The amplitude of phasonic defects ∆φ/(2π) are: (a) 5%, (b) 10% and (c) 25%. Histogram of integrated density of
states (IDOS) is obtained from 100 configurations of differently introduced defects. Intensity of green color reflects how often
given position is occupied by SW mode. Bottom row: (d), (e), and (f) – localization measure λi as a function of frequency for
SW in 1D Fibonacci sequence with phasonic defects. The values of λi are calculated for structures with (d) 5%, (e) 10% and
(f) 25% of defects. Every plot aggregates 100 different system configurations. λi increases significantly even if small amount of
defects is introduced (d), and consequently increases with grow amount of defects (e)-(f).

lenging because the profiles of the SW modes can be
localized in many regions, so the rate of spatial decay
cannot be determined unambiguously. Therefore, we de-
cided to introduce the global measure of localization λi,
that is calculated for each ith SW mode mi(x):

λi = − 1

L

∫ L

0

|mi,out(x)| log |mi,out (x)| dx, (4)

where L denotes the width of the whole sequence. For
the computational simplicity, we considered only the out-
of-plane component mi,out(x) of dynamic part of magne-
tization mi(x). During the calculations, the profiles are
normalized: 1

L

∫ L
0
|mi,out(x)| dx = 1. The formulation of

this measure is done with the analogy to the Shannon
information entropy[57, 58], where SW profile plays a

role of probability distribution – the uniform distribution
(and Dirac delta distribution) corresponds to the highest
entropy and complete absence of localization: λi=0 (the
lowest entropy and maximum localization: λi = −∞).

In Figs. 4(d–f), we present the localization measure λi
for successive modes, calculated on the same data set as
IDOS calculation. They are ordered with increasing fre-
quency, similarly to the IDOS spectrum. We can see that
localization is significantly enhanced as the amplitude
of phasonic defects is increasing (green 2D histogram in
Fig. 4(d–f)), especially if we compare to the case of the
non-defected system (blue points in Fig. 4(d–f)). We
can identify the strongly localized defect modes with a
large value of |λi| inside the frequency gap. It is worth
noting that the localization of the modes at frequencies
close to the edges of gaps with enhanced λi suggests that
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(a)

(b) mode 9, 10.57 GHz

mode 9, 10.67 GHz
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Figure 5. The evolution of the bulk mode under the presence
of the defects. (a) In the absence of defects the mode is not
localized, its amplitude is more concentrated in Py than in
Co. (b) For ∆φ/(2π) = 10% the defects (marked by arrows
below the plot) lead to the formation of double Py strips and
can concentrate the SWs dynamics.

mode 136, 12.57 GHz

mode 136, 13.29 GHz
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Figure 6. The transition from the critical localization at
the edge of the frequency gap to a strong localization in the
frequency gap induced by phasonic defects. The critically
localized mode (a) enters into the gap and become strongly
localized (b), due to the presence of defects ∆φ/(2π) = 10%.

some of the critically localized modes[59–62] become de-
fect modes.

To inspect the localization of the SW modes directly,
we plotted the profiles of selected modes. We chose one
of the configurations for ∆φ = 10% that corresponds to
intermediate disorder level, presented in Fig. 4(b) and
(e). All the modes are normalized to the maximum ab-
solute value in whole structure. Figures presents only
fragments of them, and the location can be deduced from
strip numbers. All modes, which were selected for plot-
ting, are also marked in the spectra (Fig. 3(a,c)) We
start the analysis by checking the impact of the disorder
on the bulk modes. Fig. 5 presents the comparison of
one mode, labeled by No. 9 at 10.67 and 10.57 GHz in

(a)

(b)

mode 359, 16.96 GHz

mode 359, 16.92 GHz

m
ou

t
m

ou
t

Figure 7. (a) The critically localized mode (No. 359 at 16.96
GHz) which increases its localization due to partial confine-
ment between defects (b) at ∆φ/(2π) = 10%.

non-defected and defected structures, respectively. Look-
ing at Fig. 4(e) suggests significant modification of the
profile. The envelope in Fig. 5(a) is not localized and
the mode has several nodal points (one of them is visible
close to the strip No. 120). The visible nonuniformity
of amplitude is related to the oscillatory and evanescent
behavior in Py and Co strips respectively, thus SW am-
plitude is concentrated in Py strips. Fig. 5(b) presents
mode No. 9 after introducing the defects, where a dou-
ble Py strips are formed. SW is localized on the defects,
around the strips No. 90 and 110 that have similar local
arrangement.

In non-defected Fibonacci quasicrystals, the critically
localized modes exist close to the edges of the gaps –
see mode No. 136 at 12.57 GHz in Fig. 6(a) and its fre-
quency marked in Fig. 3(c). The profile of this mode ex-
hibits the pattern with amplitude concentrated on parts
of the structure possessing locally the same arrangement
of strips. For very large structures, these modes can re-
veal a self-similar pattern[59, 62]. By adding the defects,
we can shift critically localized modes to the frequency
gap. Then, their frequencies are changed significantly,
and the profiles are extremely strong localized at defects
– see Fig. 6(b). The SW in Fig. 6(b) is localized in dou-
ble Py, and since such defects occur several times within
the considered structure, the mode can occupy different
defects leading to multiple degenerations.

The bulk modes can also increase their localization due
to partial confinement between the defects. Fig. 7(a)
presents the critically localized mode No. 359 at 16.96
GHz, which has enhanced amplitude on the sequences
Co|Co|Py|Co (or on their reversed copies Co|Py|Co|Co).
After introducing the defects, the mode amplitude is re-
distributed among these strips, which leads to the par-
tial confinement of this mode between the defects –
see Fig. 7(b).

The most typical kind of localization, existing in both
periodic and quasiperiodic structures, is an exponential
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mode 135, 13.28 GHz(a)

(b) mode 138, 13.29 GHz

mode 291, 16.03 GHz

mode 292, 16.03 GHz

(c)

(d)

m
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Figure 8. The defect modes from the two largest frequency
gaps shown in Figs. 3 and 4. (a), and (b) modes No. 135 and
138 with frequency 13.3 GHz. (c), and (d) modes No. 291 and
292 with frequency 16 GHz. The modes are strongly localized
at one of few location but have the same profile, differing
only in phase (flipped up-side-down) – see (a,b) or reversed
along with the structure (flipped left-right) – see (c,d). Due
to strong localization, the modes are practically degenerated.
The results are shown for the structure with ∆φ/(2π) = 10%.

localization on defects, which are observed within the
frequency gaps. We selected two wide gaps, around the
frequency 13.5 GHz or 16 GHz – Figs. 3, and 4, to inves-
tigate the profiles of defect modes. The selected modes
(shown in Fig. 8) are localized at the defects, which
have the form of double Py strips. We arbitrary chose
the modes with one phase flip inside the single defect
(Fig. 8(a,b)), and three phase’s flips inside the defect
(Fig. 8(c,d)). The defect modes are located at single or
few positions in the structure. Due to strong localization
and low probability of overlapping between the profiles
concentrated at selected defects, the modes are degener-
ated – there are many modes of very similar frequencies,
occupying similar sequences in different locations of the
quasicrystal. We discussed earlier the position-dependent
susceptibility for inducing the defects, where we showed
that some locations in the structure are very resistant
or even completely robust to the introduction of defects
at the low value of the amplitude ∆φ[35]. This is an
additional factor supporting the isolation of the SW dy-
namics at defects and contributing to the non-uniform

distribution of the frequencies for defect modes within
the frequency gaps.

IV. SUMMARY

It is known that magnonic quasicrystals offer addi-
tional possibilities in designing artificial magnonic band
structures as compared to magnonic crystals. The in-
creased complexity of the spin-wave spectrum and the
appearance of bulk localization of the spin-wave modes
are the main effects of the quasiperiodicity. In the paper,
we show additional steps towards customization, namely
the introduction of the disorder in the form of phasonic
defects, and demonstrate their impact on spectral proper-
ties and localization of the spin-wave modes. To explore
the role of disorder in quasicrystals, we studied many ran-
domly generated configurations of defects. We focused
on selected configurations to discuss the profiles of repre-
sentative eigenmodes exhibiting the critical localization
at the edges of the frequency gaps, and strong localiza-
tion on phasonic defects inside the gaps. In particular, we
show that smaller gaps are closed under a small perturba-
tion of the quasiperiodicity, while wide ones are relatively
robust to a disorder. It is assisted by transition from
bulk modes to critically localized modes, and finally to
the modes strongly localized on the defects. Interestingly,
the modes from the frequency gap edges become strongly
localized by the introduction of phasonic defects to the
structure, which is correlated with the disappearance of
van Hove singularities.

We demonstrated that in the complex magnonic sys-
tem, where both short-range exchange interactions and
long-range dipolar interactions come into play, the ef-
fects like closing the small gaps and enhancement of the
modes’ localization, are reproduced for spin-waves. The
study opens the route for the investigation of phasonic
defects in two-dimensional magnonic quasicrystals, which
recently attracted interest due to their application poten-
tial in magnonics signal processing [50, 63].
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Appendix A: Cut-and-project method – phasons

The Fibonacci lattice can be generated from the square
lattice of the period a by C&P method[3]. The lat-
tice points r = a(mx̂ + nŷ), where m,n are integers,
are projected onto the line y = τ−1x + c from the
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belt, below this line, of the width a(cosα + sinα) =
a(τ + 1)/

√
τ + 2, where α = arccot(τ) is the angle be-

tween the line and the x-direction, and τ is the golden
ratio. This procedure generates the proper sequence of
long (L = a cosα = aτ/

√
τ + 2) and short distances

(S = a sinα = a/
√
τ + 2) between lattice points pro-

jected onto the line y, forming the Fibonacci lattice – see
Fig. 9. The position of the line (given by the constant
c) and the related shift in the perpendicular direction√
τ + 2(−x̂+τ ŷ) express the structural degree of freedom

in defining a Fibonacci lattice. Regardless on the value
of this shift, we always obtain the defect-less lattices, dif-
fering only in some uniform translation of the lattice sites
along the real (parallel) direction

√
τ + 2(τ x̂ + ŷ).

The introduction of phasonic defect can be described
by bending the belt. It is equivalent to the perturbation
of structural degree of freedom, which can be expressed
here as a position dependent shift of the belt: c(x). When
this dependence is small and smooth at the distances
larger than the lattice constant a then the phasonic de-
fects have a form of the swaps between neighboring short
and long distances in the Fibonacci lattice (S ↔ L).

Appendix B: Random system

In Fig. 10(a), we show the IDOS spectrum of the SW
eigenmodes in randomized sequence of Co and Py with

L

L

L

L

L

L

L

L

L

S

S

S

S

S

S

S

L

L

L

S(
)L
L(
)S

x
aa

y

α
Δ

Δ

y=τ
-1 x+c

S=a sinα

L=a cosα

Δ=a(sinα + cosα)

cotα=τ

y=τ
-1 x+c(x)

Figure 9. The illustration of the cut-and-projection (C&P)
method and the induction of phasonic defect. The array of
dots represent the square lattice in a 2D hyperspace. The
Fibonacci lattice (black and blue crosses) is generated by the
projection of square lattice from the belt between solid and
dashed lines onto the line y = τ−1x+c of irrational slope, be-
ing the inverse of the golden ratio τ . The visible (21-element)
section of Fibonacci lattice corresponds to the selection of
φ = 2πc/a = 0.8, see Fig. 1. For a defect-free Fibonacci
lattice the belt (between solid blue and dashed blue line) is
straight. By bending the belt (limited here by solid green and
dashed green lines), we can induce the phasonic defects in the
Fibonacci lattice (black and green crosses).

(a)

(b)

Figure 10. (a) Integrated density of states (IDOS) for SWs
in the randomly generated sequence of Co and Py, where the
ratio between types of strips is kept as for Fibonacci quasicrys-
tal, i.e., it corresponds to the golden ratio. The dark-green
color represents a histogram of aggregated results obtained
from 100 different random sequences (the color scale is the
same as in Fig. 4). Light-green points stand for one specific
structure for which the bar of the Fourier transform (b) are
plotted.

the same parameter as in the paper. To keep the same
averaged composition, We used 144 Py and 233 Co strips.
We generated 100 different configurations, and intensity
of green color reflect how often specific position is occu-
pied on the plot. By light green we plotted one selected
configuration, for which Fourier spectrum is presented
below. The IDOS spectrum of this exemplary configu-
ration coincides with the SW dispersion relation for uni-
form ferromagnetic layer with the volume averaged ma-
terial parameters (i.e., with the weights 1/τ and 1−1/τ),
except small deviation around 14 GHz. The IDOS does
not show any signatures of the frequency gaps. It is also
reflected in the Fourier spectrum (Fig. 10(b)) of this ran-
dom structure that do not have any distinctive peaks ex-
cept the peak at wavenumber k = 0, which corresponds
to the average value of the spatial distribution of material
parameters. The absence of Bragg peaks is the signature
of the lack of (quasi)crystal long-range order.

The introduction of phasonic defect for large approxi-
mates of Fibonacci quasicrystal does not change the av-
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erage number of Co and Py strips (it is obvious for the
swaps Co↔Py whereas the substitutions Co→Py and

Py→Co are equally probable – see Fig. 1). In the limit
∆φ → 2π the IDOS spectrum approaches the spectrum
of disordered system, as shown in Fig. 10(a).
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