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Twisted trilayer graphene is a particularly promising moiré superlattice system, due to its tun-
ability, strong superconductivity, and complex electronic symmetry breaking. Motivated by these
properties, we study lattice relaxation and the long-wavelength phonon modes of this system. We
show that mirror-symmetric trilayer graphene hosts, aside from the conventional acoustic phonon
modes, two classes of shear modes, which are even and odd under mirror reflection. The mirror-even
modes are found to be gapless and equivalent to the “phason” modes of twisted bilayer graphene,
with appropriately rescaled parameters. The modes odd under mirror symmetry have no analogue
in twisted bilayer graphene and exhibit a finite gap, which we show is directly proportional to the
degree of lattice relaxation. We also discuss the impact of mirror-symmetry breaking, which can
be tuned by a displacement field or result from a stacking shift, and of rotational- as well as time-
reversal-symmetry breaking, resulting from spontaneous electronic order. We demonstrate that this
can induce finite angular momentum to the phonon branches. Our findings are important to the
interpretation of recent experiments, concerning the origin of superconductivity and of linear-in-T
resistivity.

Introduction.—Stacking and twisting different layers of
graphene has emerged as a popular route to creating cor-
related superlattices over the last few years [1–6]. Besides
the most well-studied system, twisted bilayer graphene
(TBG), many other geometries have been explored both
experimentally and theoretically. Among them, mirror-
symmetric twisted trilayer graphene (TTG) [7–22], which
consists of three graphene layers with alternating twist
angles (see Fig. 1) stands out: it is the first system that
can be efficiently tuned with a perpendicular displace-
ment field D0 while exhibiting strong and reproducible
superconductivity. Recently, another unique behavior
was observed experimentally on decreasing the twist an-
gle θ slightly below the magic angle [13, 14]: while the
system still exhibits superconductivity with roughly the
same critical temperature, the linear-in-temperature (T )
resistivity seen at the magic angle disappears. Motivated
by these outstanding properties of TTG and the fact that
both superconductivity and linear-in-T resistivity [23, 24]
are considered to be linked to phonons in graphene moiré
systems [24–30], here, we theoretically study thelong-
wavelength and low-energy phonons of this system that
are crucially determined by the moiré superlattice, and
thus, depend on the twist angle.

Long-wavelength phonon modes have recently at-
tracted significant attention [27, 31–33] in TBG. Besides
the conventional acoustic phonons, the moiré lattice al-
lows for gapless shear modes, often referred to as phasons.
Phason modes have a rich history in the study of qua-
sicrystals [34] and charge-density-wave materials [35]. In
our case, they can be intuitively thought of as the rela-
tive displacements of the two layers of TBG, which shift
the moiré pattern and are, thus, gapless. However, a
proper description [27, 31] requires taking into account
lattice relaxation, and the phasons then corresponds to

<latexit sha1_base64="CbSnBModNfOsPQb+Vg8auWYxIEg=">AAAB7XicbVBNS8NAEN3Ur1q/qh69LBbBU0lU1GPRi8cK9gPaUDbbSbt2kw27E6GE/gcvHhTx6v/x5r9x2+agrQ8GHu/NMDMvSKQw6LrfTmFldW19o7hZ2tre2d0r7x80jUo1hwZXUul2wAxIEUMDBUpoJxpYFEhoBaPbqd96Am2Eih9wnIAfsUEsQsEZWqnZxSEg65UrbtWdgS4TLycVkqPeK391+4qnEcTIJTOm47kJ+hnTKLiESambGkgYH7EBdCyNWQTGz2bXTuiJVfo0VNpWjHSm/p7IWGTMOApsZ8RwaBa9qfif10kxvPYzEScpQszni8JUUlR0+jrtCw0c5dgSxrWwt1I+ZJpxtAGVbAje4svLpHlW9S6r5/cXldpNHkeRHJFjcko8ckVq5I7USYNw8kieySt5c5Tz4rw7H/PWgpPPHJI/cD5/AKaTjzA=</latexit>

✓

D0

Acoustic 
phonon

Gapped 
shear mode

Phason

FIG. 1. Illustration of TTG in a perpendicular displacement
field D0 and its low-energy phonon modes.

the sliding of domain walls. Figure 1 illustrates that TTG
allows for three types of long-wavelengths phonon modes:
on top of the regular acoustic phonons, where all three
layers move in phase, there is another mirror-even set of
modes, where the middle layer moves against the outer
two layers. It is shown to be gapless and (modulo rescal-
ing of parameters) exactly equivalent to the phasons of
TBG. We further show that TTG also allows for mirror-
odd shear modes, which have no analogue in TBG and are
found to be gapped; the existence of a gap is intuitively
understood by noting that a mirror-odd displacement of
the layers does not just correspond to a translation or
rotation of the moiré pattern, but rather to a nontrivial
distortion of the superlattice.

In this work, we not only investigate the twist-angle
evolution of the phonon properties—which bear im-
portant consequences for the interpretation of experi-
ments [13, 14]—but also the impact of reduced electronic
symmetries on the phonon spectrum. This includes both
the effects of an applied displacement field or stacking
shifts, which break the mirror symmetry leading to an ad-
mixture of the gapless and gapped shear modes, and the
consequences of spontaneous electronic symmetry break-
ing. Theoretical [19–22] and experimental [7–14] studies
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of TTG indicate a variety of symmetry-broken electronic
phases and studying their influence on the phonons is
therefore crucial. We show how different electronic or-
ders can induce finite angular momentum in the phonon
branches.
Formalism—To begin, we first focus on the mirror-

symmetric limit of TTG (i.e., in the absence of a dis-
placement field) with no symmetry breaking in the elec-
tronic sector. The total free energy is a sum of two pieces
F =Fel +Fad, where Fel describes in-plane elastic distor-
tions of the graphene layers and Fad accounts for the
interlayer adhesion energy. Labeling the layers from bot-
tom to top by l= 1, 2, 3, and their corresponding in-plane
[36] displacements by the two-component fields s(l), the
first term can be written as [37]

Fel =

3∑

l=1

∫
dr

[
λ

2

(
∇·s(l)

)2

+
µ

4

(
∂is

(l)
j + ∂js

(l)
i

)2
]
,

where λ ' 3.25 eV/Å2 and µ ' 9.57 eV/Å2 are the Lamé
coefficients of graphene [38, 39]. We briefly discuss the
out-of-plane field component in supplement Sec. IC [36].
The elastic theory is more naturally expressed in terms
of the relative displacements, u ≡ s(3)− s(1), and v ≡
s(3) + s(1) − 2s(2), which are odd and even under mir-
ror reflections, respectively, and the total displacement,
w ≡ s(1)+s(2)+s(3) (cf. Fig. 1). While changes in u and v
correspond to shear modes, the mode w represents an in-
phase displacement of all three graphene sheets. The ad-
hesion energy Fad is a functional of the relative displace-
ment fields only, i.e., Fad =

∫
dr Vad [r,u (r) ,v (r)] ,

where Vad represents the adhesion potential gluing the
layers together; we expect Vad to be well described as the
sum of pairwise interlayer interactions between nearest-
neighboring layers. Restricting its Fourier expansion to
the smallest nonzero reciprocal lattice vectors Gν , rota-
tional symmetry implies that [36]

Vad =
∑

l=1,3

Vl

3∑

ν=1

cos

[
bν
2
·(v + plu)−Gν ·r

]
, (1)

with p1 =−1, p3 = +1, where bν are the reciprocal lat-
tice vectors of a single graphene sheet; mirror symme-
try implies V1 =V3≡V . Putting Fel and Fad together,
and solving the coupled Euler-Lagrange equations of mo-
tion for harmonic oscillations about the self-consistently
determined equilibrium configurations {u(0)(r),v(0)(r)},
we obtain the spectrum of lattice vibrations.
Mirror-symmetric limit.—The relaxation of the moiré

superlattice due to the interlayer couplings is captured
by the displacement textures {u(0),v(0)}. We see that
this atomic reconstruction leads to a nontrivial v(0) 6= 0
[Fig. 2(b)], which illustrates that the lattice reorganizes
itself to maximize (minimize) the regions of energetically
(un)favorable AB/BA (AA) stackings in each bilayer. We
find that this relaxation is equivalent to that of TBG,
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FIG. 2. (a) Phonon spectra of TTG in the mirror-symmetric
limit at the magic angle θ= 1.56◦. (b) Lattice relaxation tex-
ture for v(0); the AA (AB/BA) stacking regions at the cen-
ter (corners) of the moiré unit cell—demarcated by the solid
hexagon—shrink (expand) under such relaxation. (c,d) Pha-
son velocities for the lowest two branches; the solid lines mark
the transverse (vta, blue) and longitudinal (vla, red) acoustic
phonon velocities. (e) Gap of the mirror-odd shear mode as
a function of the twist angle.

apart from a rescaling of parameters [36]. Furthermore,
we obtain that u(0)(r) is identically zero ∀ r. While
spontaneous breaking of mirror symmetry by the lattice
is possible in principle, u(0) 6= 0 is not favorable energet-
ically. This can be understood intuitively by noting that
simultaneous maximization of local AB/BA stacking re-
gions in the top and bottom bilayers via v(0) 6= 0 is most
effective when the outer two layers are aligned, as seen
in experiments [10, 12].

The fully relaxed spectra of the three distinct classes
of vibrational modes, arising from the displacements u,
v, and w, are arrayed in Fig. 2(a) in units of ω0 =
(2π/LM )

√
λ/ρ, where ρ is the mass density and LM

is the moiré lattice constant. Physically, the acoustic
phonon modes, w(q), represent the in-phase vibrations
of all three layers. On the other hand, the gapless pha-
son modes, v(q), correspond to the sliding motion of the
domain walls. As shown in Sec. IB of the SM [36], the
phason mode for TTG is equivalent to the one of TBG
modulo rescaling of the adhesion potential V → 2V/3.
The phasons can be thought of as acoustic modes of the
emergent moiré superlattice, and the soft nature of this
lattice can be seen from the velocities in Fig. 2(c) and
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(d). Unlike the acoustic mode velocities, which, within
the harmonic approximation, are just constants given by
vla =

√
(λ+ 2µ)/ρ and vta =

√
µ/ρ, for longitudinal and

transverse phonons, respectively, we see that the veloc-
ities of the low-frequency phason modes are extremely
sensitive to twisting and can thus be used as an indirect
probe to infer the twist angle. The existence of these
soft phason modes is also expected to modify (and im-
print signatures in) various experimental observables, in-
cluding the low-temperature specific heat [40], thermal
conductivity [41], and frictional properties such as su-
perlubricity [42–45].

Finally, there also exists a gapped shear mode, u(q),
which is unique to TTG. This mode corresponds to a dis-
tortion of the moiré lattice and is thus massive but the
C3 symmetry guarantees that the lowest two branches
(the two polarizations) have the same mass. In Fig. 2(e),
we see that the gap ∆ decreases monotonically with in-
creasing twist angles and this behavior of the gap can be
understood from the expression

∆2 =
3V

2ρ
|b|2α; α =

〈
− cos

(
bνv

(0)/2−Gνr
)〉

Ω
, (2)

obtained from perturbation theory (see Eq. (S32) [36]).
Here, |b| ≡ |bν |, and 〈. . .〉Ω denotes the spatial average
over the system. Without any relaxation, i.e., v0(r) = 0,
we have α= 0, while relaxation will result in α> 0 to op-
timize the adhesion potential. This is also expected since,
in the absence of relaxation, the top and bottom layers
can be moved independently without any energetic cost
in our elastic theory. Therefore, the gap of the mirror-odd
shear mode—a thermodynamically observable quantity—
is directly proportional to the dimensionless measure α of
lattice relaxation. Furthermore, we now also immediately
understand that, for smaller twist angles, the impact of
the relaxation will be stronger such that α, and hence,
∆, increases, in accordance with Fig. 2(e). Given that
the gap varies from 10.5 to 5.6 cm−1 over this range of
θ, the mirror-odd shear modes can be directly probed by
Brillouin-Mandelstam spectroscopy [46, 47].
Mirror-symmetry breaking.—One particularly interest-

ing aspect of TTG is that an electric displacement field
D0 can be applied perpendicular to the graphene layers
(see Fig. 1), which breaks the mirror symmetry. D0 is
known to strongly affect the electronic degrees of freedom
as seen in experiments [7–14] and thus, is expected to also
modify the phononic properties. In our elastic theory, we
model this phenomenologically by allowing for the adhe-
sion potential strength to differ between the bottom and
top bilayers, taking V1,3 = V ∓ γD0 in Eq. (1).

The broken mirror symmetry has two crucial conse-
quences. Firstly, while v(0) continues to resemble the
previously found profile in Fig. 2(b), lattice relaxation
now also occurs in the mirror-odd sector, i.e., u(0) 6= 0.
This can be seen in Figs. 3(a,b) where we plot the tex-
ture u(0)(r), which closely follows that of v(0), and how
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FIG. 3. (a) Mirror-odd lattice relaxation u(0), and (b) its
strength relative to the mirror-even v(0) for θ= 1.56◦ TTG in
the presence of a displacement field. (c, d) Spectra of shear
modes as the field is varied. (e) The phonon spectrum for the
shear modes when the mirror-symmetry breaking is induced
by a lateral stacking shift of magnitude d0 = 0.25; for clarity,
we omit the acoustic phonons in (c-e). (f) and (g) show the
corresponding relaxation textures in this case.

its strength evolves approximately linearly with γD0.
Specifically, we see that u(0)→v(0)/3 as the extreme
limit γD0/V = 1 is approached; this corresponds to the
absence of relaxation in the top layer, which becomes
completely decoupled in this case. While slightly un-
physical, this limit helps us understand qualitatively the
behavior of the second key modification—the change of
the shear mode spectra. As can be seen in Fig. 3(c),
the gapless phason mode at D0 = 0 stays gapless for fi-
nite D0 while the gap of the originally mirror-odd mode
decreases. This is because the spectrum must approach
that of the acoustic phonon of a single graphene layer and
the phason of TBG (with doubled adhesion potential) in
the abovementioned limit of γD0/V = 1.

Another route to breaking mirror symmetry is via lat-
eral stacking shifts [48], which naturally arise in experi-
mental samples. For concreteness, let us consider a case
in which the topmost layer is displaced from the orig-
inal “A-twist-A” stacking by a vector d= d0 a/2; here,
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a is chosen such that d0 = 1 corresponds to “A-twist-B”
stacking, which we find to be structurally unstable, as
signaled by imaginary phonon frequencies. Interestingly,
however, for d0≤ 0.5, we discover metastable configura-
tions that are fundamentally distinct from our previous
ones. This is most clearly seen from the lattice relaxation
textures in Fig. 3(f,g): since u(0) measures the static shift
between the outer layers, the fact that it is a nonconstant
vector (i.e., u(0) 6=−d ∀ r) implies that the system does
not just relax back to the earlier mirror-symmetric con-
figuration but instead finds a different local minimum,
oscillations about which yield the phonon spectrum in
Fig. 3(e). The broken threefold rotational symmetry now
lifts the prior degeneracy of the mirror-odd shear modes
at the Γ point.

Spontaneous electronic symmetry breaking.—Besides
explicit symmetry breaking via external fields, TTG
also exhibits a variety of electronic phases with spon-
taneously broken symmetry, as indicated by experi-
ments [7–14]; some of these states coexist with super-
conductivity [7, 8, 11, 14] and appear in the same regime
of the phase diagram as the linear-in-T resistivity. As
such, it is important to analyze the consequences of
these electronic orders for the phonons. The combina-
tion C2zΘ of time-reversal (Θ) and twofold-rotation sym-
metry (C2z) is not only relevant to the stability of the
electronic Dirac cones of the system, but also for the
phonon modes: the phononic angular momentum [49],
Lzq =

∫
dr
∑3
l=1(δs

(l)
q × δṡ(l)

q )z, is constrained by Θ (C2z)
to obey Lzq =−Lz−q (Lzq =Lz−q) and thus, vanishes if
C2zΘ is a symmetry [50]. Recent theory [19] finds the
emergence of sublattice-polarized phases at finite D0,
which break C2zΘ, gapping out all Dirac cones, in consis-
tency with the more resistive behavior seen experimen-
tally [7, 8] in this regime. Whether this proceeds via
breaking of C2z or Θ depends on details of the exact in-
teractions present and can be thought of as the sponta-
neous emergence of loop currents on the moiré scale with
opposite or same chirality in the two valleys, respectively.

To begin with the latter, broken time-reversal sym-
metry induces a Hall viscosity term in the elastic the-
ory [51, 52], which—owing to C6z rotation symmetry—
can be parameterized (Sec. SIIIB [36]) by a single real
number, η, as Fη = η

∫
dr
∑
l([∂

2
j δs

(l)]× δṡ(l))z. Here, η
has to scale as η∼ g2M for small electron-phonon cou-
pling strength g and magnitude M of the sublattice po-
larization [53]. As shown in Fig. 4(a-c), this induces a
finite angular momentum in all low-energy modes, the
overall scale of which increases with η [36]. Most im-
portantly, by virtue of resulting from broken Θ rather
than C2z symmetry, the integral of Lzq over the Brillouin
zone of a given band does not vanish, which crucially
differs from previous discussions of angular momentum
bands in moiré systems [54, 55]. Interestingly, the con-
tributions from the different modes have the same sign,

Acoustic phonon Gapped shear mode Phason

0 0.006 0 0.009 0 0.003

(a) (b) (c)

(d) (e)

FIG. 4. Angular momentum of the lowest band of the (a)
acoustic phonon, (b) gapped shear, and (c) phason modes in
the presence of broken time-reversal symmetry at θ= 1.56◦,
using a phenomenological value of η/√ρ = 1 (eV)1/2 (see
Fig. S4 [36] for the variation with η). The lower panel shows
the angular momentum for the lowest band of the (d) gapped
shear mode, and (e) phason when C2z is broken for a value of
φ=π/6 (cf. Fig. S5 [36] for variation in φ). In this case, the
angular momentum of the acoustic phonon is identically 0.

as opposed to acoustic and optical phonons in regular
crystals [49]. Consequently, the phononic system ex-
hibits a finite ground-state angular momentum, which
has to decay at sufficiently large temperature due to the
Bohr-van Leeuwen theorem. Fingerprints of the angular
momenta in the phononic bands could potentially even
be probed experimentally via the Einstein-de Haas ef-
fect [49] or the phonon thermal Hall effect [56], which
has attracted much attention recently in the context of
cuprate superconductors [57] and Kitaev materials [58].
For completeness, we also studied [36] sublattice polar-
ization which breaks C2z instead of Θ; practically, this
corresponds to adding a phase φ to each cosine of Vad in
Eq. (1). In this case, Lzq is odd in q, as clearly seen in
Fig. 4(d-e), and the net angular momentum vanishes at
any temperature.
Discussion.—Making the natural [11] assumption that

electron-phonon coupling is an important driving force of
superconductivity in TBG and TTG, our results provide
a natural explanation for why both systems show super-
conductivity with comparable Tc. As we have shown, the
phason modes are equivalent in the two systems, mod-
ulo an O(1) rescaling of parameters, and we expect the
additional mirror-odd mode to only provide a subleading
enhancement of Tc for vanishing D0, since it couples the
flat (TBG-like) bands to the highly dispersive (graphene-
like) bands of TTG. When turning on a finite D0, the
two sectors mix and we expect the gapped shear mode
to become more relevant; this might play an important
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role in the observed enhancement [7] of superconductiv-
ity for small D0. In this picture, our results are also
consistent with recent experiments, where the transition
temperature was found to be approximately the same at
the magic angle (θ' 1.5◦) and in the “small-twist-angle
regime” (θ' 1.3◦) [59], since we find that the phonon
properties change by only a small amount in this range
of θ, see Fig. 2(c–e).

If electron-phonon coupling is also responsible for the
linear-in-T resistivity, % ∝ T , which is considered to be a
plausible scenario [24–27], the observed suppression [13]
of it around θ= 1.3◦ will have to be due to at least one
of the following reasons: (i) the temperature scale below
which phonons do not give rise to a linear-in-T contribu-
tion increases significantly. This temperature scale is an
O(1) fraction [60] of the Bloch-Grüneisen-like tempera-
ture scale Tbg =ω(k∗) where k∗ is the characteristic mo-
mentum transfer required to change the direction of the
electronic group velocity significantly. Choosing k∗ to be
half the vector connecting the Γ and K point as an exam-
ple, we find Tbg ' 25K and 30K for the mirror-even and
mirror odd modes at θ= 1.5◦. These scales even decrease
further, to 18K and 24K, respectively, when reducing
the angle to θ= 1.3◦. So, we are left with possibility (ii)
that the magnitude of the phonon-induced contribution
to % decreases rapidly with θ. Focusing on the gapless
phason mode, the slope d%/dT is proportional to [25, 27]
|g|2/(v2

fρmv
2
ph), where g is the electron-phonon coupling

matrix element, vf (vph) the Fermi (phonon) velocity, and
ρm ∝ sin(θ/2) the soliton-network mass density [27].
From our phonon spectra, we find ρmv

2
ph decreases by

about 20% from θ = 1.5◦ to 1.3◦, corresponding to an
increased contribution to %. Furthermore, the approxi-
mately identical phonon spectra at these two angles im-
ply that the resulting superconducting Tc should be pri-
marily determined by |g|2/vf, since the density of states
at a fixed filling fraction scales as 1/vf. Experimentally,
Tc is seen [13] to be about the same for the two angles, so
the only way to explain the absence of linear-in-T behav-
ior at small θ is if vf increases significantly from θ= 1.5◦

to 1.3◦; this, however, is not plausible either as the mea-
sured [13] bandwidth is even smaller in the small twist-
angle regime. Consequently, the recent data of Ref. 13
is not consistent with a picture based on phonons alone
and points towards another origin. This is not only in
accordance with a very recent low-temperature study on
TBG [61] but is also reminiscent of transport behavior in
the “strange metal” phase of the cuprate superconductors
[62].
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SI. ELASTIC THEORY OF MOIRÉ PHONONS

In this section, we derive the Euler-Lagrange equations
of motion that govern the lattice vibrations on the moiré
scale, closely following the approach outlined in Refs. 1
and 2. We will begin by developing the formalism for the
general case where all symmetries of TTG are preserved,
and extensions to more specific symmetry-breaking in-
stances are described in subsequent sections.

The elastic free energy consists of two parts:

F = Fel + Fad; (S1)

the first term describes in-plane elastic distortions of the
graphene layers, whereas the second accounts for the in-
terlayer adhesion energy. Labeling the layers from bot-
tom to top by l= 1, 2, 3, we have

Fel =

3∑

l=1

∫
dr

[
λl
2

(
∇·s(l)

)2
+
µl
4

(
∂is

(l)
j + ∂js

(l)
i

)2]
,

(S2)

where λl and µl are the Lamé coefficients of the lth

graphene layer. While mirror symmetry technically only
implies λ1 =λ3 and µ1 =µ3 (which, in general, can differ
from λ2 and µ2), we choose λl =λ and µl =µ since we
expect the impact of the neighboring graphene layers on
the intralayer elastic constants to be weak. For the same
reason, henceforth, we use the values, λ ' 3.25 eV/Å2

and µ ' 9.57 eV/Å2, which are the elastic constants of
monolayer graphene [3, 4]. In Eq. (S2) above, the two-
component fields s(l)(r, t) denote the in-plane displace-
ments of the unit cells in layer l with respect to their equi-
librium positions in the absence of any interlayer forces.
It is now useful to recast Eq. (S2) in terms of the relative
displacements, u≡ s(3)− s(1) and v≡ s(3) + s(1)− 2s(2),
which are odd and even under mirror reflections, respec-
tively, and the total displacement, w≡ s(1) + s(2) + s(3).
Using these new variables, the in-plane free energy as-
sumes the form

Fel =

∫
dr

[
λ

12

{
3 (∇·u)

2
+ (∇·v)

2
+ 2 (∇·w)

2
}

+
µ

6

(
3u2ij + v2ij + 2w2

ij

) ]
, (S3)

where uij ≡ (∂iuj + ∂jui)/2, and likewise for vij , wij .
Next, we turn to the second term in Eq. (S1), namely,

the adhesion energy, which describes energetic variations

between different stacking configurations of the layers re-
sulting from how the individual atoms are positioned.
This energy should be a functional of the relative dis-
placement fields only, i.e.,

Fad =

∫
dr Vad [r,u (r) ,v (r)] , (S4)

where Vad is called the adhesion potential. In order to de-
rive Vad, we first characterize the local structure of TTG.
Let us consider an unrotated trilayer heterostructure in
which the carbon atoms of the three layers lie on top of
each other. Upon twisting by angles {−θ/2,+θ/2,−θ/2},
an atom on the second layer originally located at site r0—
right above (below) the corresponding atom on the first
(third) layer—shifts to a new position r =R(θ) r0. We
thus define the interlayer sliding vector [5], which mea-
sures the in-plane position of an atom in the second layer
with respect to its counterparts in the other two layers.
Assuming a rigid and static moiré lattice for TTG, this
vector is the same for measurements relative to either the
top or the bottom layer and is given by

∆0(r) = r − r0 = [1−R(−θ)] r. (S5)

However, accounting for the in-plane lattice vibrations
specified by the displacements s(l)(r, t), we obtain two
time-dependent sliding vectors

∆1 (r, t) = ∆0(r) + s(2)(r, t)− s(1)(r, t),

∆3 (r, t) = ∆0(r) + s(2)(r, t)− s(3)(r, t),
(S6)

describing the shifts within the bilayers formed by layers
l= 1, 2, and l= 2, 3, respectively. Intuitively, this means
that when the moiré lattice constant LM � a, the local
lattice structure for the former (latter) bilayer at position
r resembles that of unrotated bilayer graphene with the
sheets relatively shifted by ∆1 (r, t) (∆3 (r, t)) [5].

The adhesion potential Vad is periodic in the fields ∆l

(l= 1, 3) with the lattice period of graphene [5]. Tem-
porarily suppressing the time dependences, the simplest
form of such potential compatible with sixfold symme-
try is to keep the first six Fourier harmonics (first star
approximation),

Vad [r,∆1(r),∆2(r)] =
∑

l=1,3

Vl

[
3∑

ν=1

cos (bν ·∆l)

]
,

(S7)

where mirror symmetry implies V1 =V3 =V and bν de-
notes the primitive vector of the reciprocal lattice of layer



2

ν; we set V = 90 meV/nm2 [2] based on first-principles
calculations by Carr et al. [6]. We note, however, that
there is significant variation in the parameters reported
in the literature, with some studies—using several com-
peting density-functional-theory methods—estimating a
range of V ∼ 39–104 meV/nm2 [7, 8], whereas others sug-
gest a larger value of V ∼ 320 meV/nm2 [1, 9, 10]. The
function (S7) results in a maximum value for Vad of 6V
at AAA stackings [∆l = 0] and a minimum value of −3V

at ABA or BAB stackings [∆l = (a/2, a/(2
√

3))]. From
Eq. (S7), it is also easy to see that the energetically fa-
vorable atomic arrangement for TTG is a locally mirror
symmetric AtA (“A-twist-A”) trilayer configuration com-
prised of AAA, ABA, and BAB stacking sites [11], so
that the potential energies for each bilayer can be opti-
mized simultaneously. Plugging Eq. (S6) into Eq. (S7)
and noting that bν ·∆0 (r) = Gν ·r, where Gν is a moiré
reciprocal lattice vector, we find

Vad
[
r, s(l)(r)

]
= V

3∑

ν=1

{
cos
[
Gν ·r + bν ·

(
s(2) − s(1)

)]

+ cos
[
Gν ·r + bν ·

(
s(2) − s(3)

)]}
.

Note that even though the dependence on the stacking
configurations varies on the atomic scale, the dependence
on r is on the moiré scale. Finally, substituting the re-
lations s(1) = (−3u+v + 2w)/6, s(2) = (−v +w)/3, and
s(3) = (3u+v + 2w)/6 in the above, we arrive at

Vad[r,u,v] = V
3∑

ν=1

{
cos

[
bν
2
·(v − u)−Gν ·r

]

+ cos

[
bν
2
·(v + u)−Gν ·r

]}

= 2V
3∑

ν=1

cos

(
bν
2
v −Gν

)
cos

(
bν
2
u

)
.

(S8)

We see that

Vad[r,u (r) ,v (r)] = Vad[r,−u (r) ,v (r)] (S9)

as required by the mirror symmetry.
The net free energy is now given by the sum of

Eqs. (S3) and (S4). By minimizing the free energy of
variations with respect to u and v, we obtain

λ+ µ

2
∇ (∇ · u) +

µ

2
∇2u =

∂

∂u
Vad [r,u (r) ,v (r)] ,

λ+ µ

6
∇ (∇ · v) +

µ

6
∇2v =

∂

∂v
Vad [r,u (r) ,v (r)]

λ+ µ

4
∇ (∇ ·w) +

µ

4
∇2w = 0. (S10)

These equations describe a generalized two-dimensional
version of the Frenkel-Kontorova model [9, 12] and will
be important for understanding the effects of lattice re-
laxation later.

Our discussion so far has addressed the static problem.
The dynamical equations of motion follow from the total
Lagrangian L=K −F , where F is defined in Eq. (S1)
and the kinetic energy is given by

K =
ρ

2

∫
dr

3∑

l=1

(
ṡ(l)
)2

=
ρ

2

∫
dr

(
u̇2

2
+

v̇2

6
+

ẇ2

3

)
,

(S11)

with ρ= 7.6× 10−7 kg/m2 being the mass density of the
individual graphene layers. Hereafter, we will not be
concerned with the field w, which just describes the
in-phase displacements of the three layers, yielding the
original acoustic phonons of graphene. Instead, focus-
ing on the relative displacements, u and v, we consider
the deviations δu(r, t) = u(r, t) − u(0)(r), δv(r, t) =
v(r, t)−v(0)(r), where u(0)(r) and v(0)(r) are metastable
configurations satisfying Eq. (S10). Inserting these an-
sätze in Eqs. (S2) and (S4), we find that the free energy
is of the form

F = Fel

[
u(0),v(0)

]
+ Fel [δu, δv] + Fmix

[
δu,u(0), δv,v(0)

]
+ Fad

[
δu,u(0), δv,v(0)

]
, (S12)

where the four terms are given by

Fel

[
u(0),v(0)

]
=

∫
dr

[
λ

12

(
3 ∂iu

(0)
i ∂ju

(0)
j + ∂iv

(0)
i ∂jv

(0)
j

)
+

µ

24

{
3
(
∂iu

(0)
j + ∂ju

(0)
i

)2
+
(
∂iv

(0)
j + ∂jv

(0)
i

)2}]
,

Fel [δu, δv] =

∫
dr

[
λ

12

(
3 ∂iδui∂jδuj + ∂iδvi∂jδvj

)
+

µ

24

{
3
(
∂iδuj + ∂jδui

)2
+
(
∂iδvj + ∂jδvi

)2}
]
,

Fmix

[
δu,u(0), δv,v(0)

]
=

∫
dr

[
λ

2
∂iu

(0)
i ∂jδuj +

µ

4

(
∂iu

(0)
j + ∂ju

(0)
i

) (
∂i δuj + ∂jδui

)
(S13)

+
λ

6
∂iv

(0)
i ∂jδvj +

µ

12

(
∂iv

(0)
j + ∂jv

(0)
i

) (
∂i δvj + ∂jδvi

) ]
,
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Fad

[
δu,u(0), δv,v(0)

]
'
∫
dr

[
Vad

[
r,u(0),v(0)

]
+ δui

∂Vad
∂ui

∣∣∣∣
u(0),v(0)

+ δvi
∂Vad
∂vi
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u(0),v(0)

(S14)

+
1

2
δuiδuj

∂2Vad
∂ui∂uj

∣∣∣∣
u(0),v(0)

+
1

2
δviδvj

∂2Vad
∂vi∂vj

∣∣∣∣
u(0),v(0)

+ δuiδvj
∂2Vad
∂ui∂vj

∣∣∣∣
u(0),v(0)

]
.

In particular, Fad in Eq. (S14) results from expanding the adhesion energy as a Taylor series up to quadratic order.

A reorganization of the terms above now proves convenient. Upon integrating by parts, we notice that

F ' F0 + U [δu, δv] +

∫
dr δui

[
∂Vad
∂ui

∣∣∣∣
u(0),v(0)

− λ

2
∂i∂ju

(0)
j −

µ

2
∂j

(
∂iu

(0)
j + ∂ju

(0)
i

)]

+

∫
dr δvi

[
∂Vad
∂vi

∣∣∣∣
u(0),v(0)

− λ

6
∂i∂jv

(0)
j −

µ

6
∂j

(
∂iv

(0)
j + ∂jv

(0)
i

)]
.

(S15)

The first term in Eq. (S15), F0, is simply the free energy of the equilibrium solution,

F0 =

∫
dr

{
λ

4

(
∇·u(0)

)2
+
µ

8

(
∂iu

(0)
j + ∂ju

(0)
i

)2
+

λ

12

(
∇·v(0)

)2
+

µ

24

(
∂iv

(0)
j + ∂jv

(0)
i

)2
+ Vad

[
r,u(0) (r) ,v(0) (r)

]}
,

whereas the second, U [δu, δv], describes the spectrum of harmonic oscillations,

U [δu, δv] =

∫
dr

[
λ

4
(∇·δu)

2
+
µ

8

(
∂iδuj + ∂jδui

)2
+

λ

12
(∇·δv)

2
+

µ

24

(
∂iδvj + ∂jδvi

)2

+
1

2
δuiδuj

∂2Vad
∂ui∂uj

∣∣∣∣
u(0),v(0)

+
1

2
δviδvj

∂2Vad
∂vi∂vj

∣∣∣∣
u(0),v(0)

+ δuiδvj
∂2Vad
∂ui∂vj

∣∣∣∣
u(0),v(0)

]
. (S16)

Finally, the last two terms on the right in Eq. (S15) are identically zero since the integrands vanish by virtue of
Eq. (S10). Then, from Eqs. (S11) and (S16), we obtain the coupled Euler-Lagrange equations

−ρ
2
δüi +

λ+ µ

2
∂i∂jδuj +

µ

2
∂j∂jδui = δuj

∂2Vad
∂ui∂uj

∣∣∣∣
u(0),v(0)

+ δvj
∂2Vad
∂ui∂vj

∣∣∣∣
u(0),v(0)

, (S17)

−ρ
6
δv̈i +

λ+ µ

6
∂i∂jδvj +

µ

6
∂j∂jδvi = δvj

∂2Vad
∂vi∂vj

∣∣∣∣
u(0),v(0)

+ δuj
∂2Vad
∂vi∂uj

∣∣∣∣
u(0),v(0)

. (S18)

These Euler-Lagrange equations, which constitute the central result of this section, will be used extensively to obtain
the phason spectra in the rest of this work. Due to the constraint of mirror symmetry in Eq. (S9), we have

∂2Vad
∂vi∂uj

∣∣∣∣
u(0),v(0)

= − ∂2Vad
∂vi∂uj

∣∣∣∣
−u(0),v(0)

. (S19)

A. Solutions of the Euler-Lagrange equations

The solutions to Eqs. (S17) and (S18) are more easily obtained in Fourier space. We introduce Fourier series for
the field u (and analogously for v) using the conventions,

u(0)(r) =
∑

G

u
(0)
G eiG·r, δu(r, t) =

∫
dω

2π

∑

q

δuq(ω) eiq·r−iωt, (S20)

where q lies in the monolayer Brillouin zone. Here, we have implicitly assumed that u(0) varies on the moiré scale, so
it admits a Fourier expansion in {G} which are the reciprocal lattice vectors of the moiré lattice. We also define the
Fourier components for derivatives of the adhesion potential,

∂

∂ui
Vad
∣∣∣∣
u(0),v(0)

≡
∑

ν,G

FνG eiG·r bν,i,
∂

∂vi
Vad
∣∣∣∣
u(0),v(0)

≡
∑

ν,G

F̃νG eiG·r bν,i, (S21)
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∂2Vad
∂ui∂uj

∣∣∣∣
u(0),v(0)

≡
∑

ν,G

J νG eiG·r bν,i bν,j ,
∂2Vad
∂vi∂vj

∣∣∣∣
u(0),v(0)

≡
∑

ν,G

J̃ νG eiG·r bν,i bν,j ,
∂2Vad
∂ui∂vj

∣∣∣∣
u(0),v(0)

≡
∑

ν,G

KνG eiG·r bν,i bν,j .

(S22)

With these definitions, the Euler-Lagrange equations can be solved as follows. First, from Eq. (S10), one can obtain
the static configurations u(0)

G ,v
(0)
G as

u
(0)
G = −2

3∑

ν=1

FνG Ĥ−1G bν , v
(0)
G = −6

3∑

ν=1

F̃νG Ĥ−1G bν with ĤG =

[
(λ+ 2µ)G2

x + µG2
y (λ+ µ)GxGy

(λ+ µ)GxGy (λ+ 2µ)G2
y + µG2

x

]
. (S23)

As we show below, in the absence of external mirror-symmetry breaking, we find u(0) = 0, indicating that the mirror-
symmetric configuration is energetically most favorable, in accordance with experiments [11]. Consequently, we see
that the last terms in both Eqs. (S17) and (S18) vanish, implying that the modes described by δu and δv do not mix
within the quadratic approximation, as expected since they are odd and even under the mirror symmetry, respectively.

Using the thus-obtained relaxation textures to compute J νG, J̃ νG,KνG, the problem reduces to solving the following
secular equations

ρω2 δuG+q(ω) = ĤG+q δuG+q(ω) + 2
∑

G′

3∑

ν=1

(
J νG−G′ B̂ν δuG′+q(ω) +KνG−G′ B̂ν δvG′+q(ω)

)
, (S24a)

ρω2 δvG+q(ω) = ĤG+q δvG+q(ω) + 6
∑

G′

3∑

ν=1

(
J̃ νG−G′ B̂ν δvG′+q(ω) +KνG−G′ B̂ν δuG′+q(ω)

)
, (S24b)

where we have defined the matrix

B̂ν =

[
bν,xbν,x bν,xbν,y
bν,xbν,y bν,ybν,y

]
. (S25)

Note that in the mirror-symmetric limit, K = 0 due to Eq. (S19); however, we retain these terms in Eq. (S24) as they
will be nonzero when we study cases with broken mirror symmetry below.

B. Relation between phonon modes of TBG and TTG

We now show that the lattice relaxation in TTG and TBG, as well as their phason modes, can be related by a
rescaling of parameters. To this end, let us define x(0) =v(0)/2 which—upon recalling that u(0) = 0 when mirror
symmetry is preserved—allows us to rewrite the second line in Eq. (S10) as

λ+ µ

3
∇
(
∇ · x(0)

)
+
µ

3
∇2x(0) =

∂

∂x
V
∑

ν

cos (bνx−Gνr)
∣∣∣
x=x(0)

. (S26)

Similarly, defining δx ≡ v/2− x(0), we can write the Euler-Lagrange equation (S18) as

− ρ δẍi + (λ+ µ)∂i∂jδxj + µ∂j∂jδxi = δxj
∂2

∂xi∂xj
3V
∑

ν

cos (bνx−Gνr)
∣∣∣
x=x(0)

. (S27)

Comparison of the corresponding equations for the pha-
son mode of TBG [2] reveals that they are identical
upon rescaling V →V/3, ρ→ ρ/2, λ→λ/2, and µ→µ/2
in Eqs. (S26) and (S27). In other words, denoting the
lattice relaxation of TBG for some given V , ρ, λ, and
µ by v

(0)
tbg(r;V, ρ, λ, µ) and the phason dispersion by

ωtbg(q;V, ρ, λ, µ), it holds that the corresponding v(0)

and ωphason for TTG are simply

v(0)(r;V, ρ, λ, µ) = 2v
(0)
tbg(r; 3V, 2ρ, 2λ, 2µ), (S28)

ωphason(q;V, ρ, λ, µ) = ωtbg(q; 3V, 2ρ, 2λ, 2µ). (S29)

Naturally, neither v(0) nor ωphason change when rescaling
all parameters V , ρ, λ, and µ such that there are several
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ways of expressing the rescaling from TTG to TBG. A
particularly compact one is V → 2V/3, as stated in the
main text.

Apart from explaining the similarities of the phason
spectrum shown for TTG in the last panel of Fig. 2(a)
to that of TBG [1, 2], these relations tell us about the
angle dependence of the strength of lattice relaxation. A
natural length scale of the stacking textures in TBG is
given by [2]

`tbg =
a

π

√
µ

2V
, (S30)

which captures the energetic compromise between the ad-
hension potential and intralayer elastic energy cost; we
now immediately see from the above-mentioned rescaling
that

`ttg =

√
2

3
`tbg. (S31)

Since lattice relaxation becomes sizable when this length
scale is comparable to or smaller than the moiré length
LM , we conclude that lattice relaxation at a given twist
angle is stronger in TTG than in TBG, which agrees
with first-principle calculations [13]. More explicitly,
since LM ∝ 1/θ, we see that the characteristic angles
θ∗tbg and θ∗ttg below which lattice relaxation becomes im-
portant for TBG and TTG, respectively, are related as
θ∗ttg ∝

√
3/2 θ∗tbg. Note that the magic angle is larger

by a factor of about
√

2 >
√

3/2 in TTG, so lattice re-
laxation is slightly weaker in TTG than in TBG at their
respective magic angles.

C. Flexural phonons

In our analysis so far, we have focused on in-plane dis-
placements of the graphene layers and, thus, neglected
flexural phonon modes. By generalizing the arguments
of Ref. 1 to the trilayer case, we show here that these
modes are not affected by the moiré-superlattice mod-
ulation and, therefore, are largely independent of twist
angle.

To capture out-of-plane modes, we have to introduce
additional out-of-plane displacements, s(j)z , for each of
the three layers l = 1, 2, 3. The interlayer binding poten-
tial can be approximated by [1]

F⊥ =

∫
dr V⊥[s(l)z (r),∆j(r)],

V⊥[s(l)z ,∆j ] = V⊥
(
h0 + s(2)z − s(1)z − hz(∆1)

)2

+ V⊥
(
h0 + s(3)z − s(2)z − hz(∆3)

)2
,

(S32)

where V⊥> 0, and hz(∆) denotes the energetically most
favorable distance between the graphene layers for a local
stacking parameterized by sliding vector ∆, and h0 =

hz(0) is a reference height. Note that mirror symmetry
acts as s(1,3)z → −s(3,1)z , s(2)z → −s(2)z , and ∆1,3 → ∆3,1;
as required, F⊥ is invariant under it. To proceed, we
reparameterize {s(l)z } → {d1, d2, wz} with d1 = s

(2)
z −s(1)z ,

d3 = s
(3)
z − s(2)z , and wz = s

(1)
z + s

(2)
z + s

(3)
z , leading to

V⊥ = V⊥
∑

j=1,3

[h0 + dj(r)− hz(∆j(r))]
2
. (S33)

First, we see that, similar to the in-plane acoustic
modes—where all three graphene layers move together,
and which are thus unaffected by Fad—the out-of-plane
modes associated with wz do not “feel” F⊥; as such,
they are independent of the twist angle. To study the
phonon modes associated with dj , we write dj(r, t) =

d
(0)
j (r) + δdj(r, t), where δdj are the fluctuations away

from the equilibrium configuration d
(0)
j (r). As follows

from Eq. (S33), the latter is approximately given by
d
(0)
j (r) ' h0 − hz(∆(0)

j (r)) [1], where ∆
(0)
j is ∆j eval-

uated at u = u(0), v = v(0). Neglecting the difference
between ∆

(0)
j and ∆j , V⊥ ' V⊥

∑
j=1,3(δdj)

2 and the
moiré superlattice does not affect these phonon modes
either. Taking into account that ∆j 6= ∆

(0)
j in the pres-

ence of in-plane phonons will lead to a coupling of the in-
plane modes and δdj . We neglect this coupling as the δdj
modes have a finite gap (of order 100 cm−1 [14]) which
is larger than the low-energy range (< 50 cm−1) that we
are interested in; therefore, this coupling is expected to
negligible for our results.

SII. PHONON SPECTRA

In the course of this section, we employ the formalism
developed in Sec. SI to compute the lattice relaxation and
phonon spectra in TTG, both with and without exter-
nal mirror-symmetry breaking, for a wide range of twist
angles. However, we do not yet consider the effects of
broken electronic symmetries, which will be addressed in
the next section.

A. Importance of lattice relaxation

As discussed in the main text, the textures of u(0)(r)
and v(0)(r) together encode the relaxation of the moiré
superlattice. To pick a starting point, the simplest pos-
sible approximation that one can make is to neglect all
lattice relaxation effects and set u(0) =v(0) = 0 ∀ r. In
such a scenario—which describes a case where the three
graphene layers are “floating” on top of one another—
one may naively imagine that the mirror-even mode ob-
tained by displacing the middle layer against the outer
two simply corresponds to a translation of the moiré su-
perlattice and is thus gapless. However, we find that
this simplified model incorrectly predicts a strong (and
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unphysical) softening of the acoustic branches near the
Brillouin zone center as demonstrated by Fig. S1, which
illustrates the phonon spectrum of unrelaxed TTG for
both large (θ= 3 θm) and small (θ= θm) twist angles,
with θm = 1.56◦ being the magic angle. These unstable
phonon modes, with large imaginary frequencies at the
Γ point in the dispersion, convey a structural instability
of the rigidly twisted trilayer, highlighting that the re-
laxation of the twisted structure is necessary to obtain a
suitable ground state about which one can consider vi-
brations.

Subsequently incorporating lattice relaxation effects in
computing the phonon frequencies, we find that the spa-
tial reorganization of atoms within the graphene sheets
stabilizes the heterostructure, removing the unstable
phonon modes in the process (see Fig. S3). In partic-
ular, we observe that this atomic reconstruction leads to
a nontrivial v(0) 6= 0 and the stacking texture becomes
progressively sharper for smaller twist angles [Fig. S2(a-
d)]. At the same time, u(0)(r) is seen to be identically
zero ∀ r: the form in the last line of Eq. (S8) provides
a more direct understanding of this finding that there
is no spontaneous lattice relaxation in the mirror-odd
channel—in agreement with experiment [11] and previ-
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FIG. S1. Spectra in the (a,b) mirror-odd and (c,d) mirror-
even sectors for two different twist angles when neglecting
lattice relaxation. Imaginary frequencies indicate structural
instabilities, which are more prominent at smaller twist an-
gles.

ous relaxation calculations [15]. To see that Eq. (S8)
implies that u(0) = 0 is at least a local minimum, let us
first set u= 0. The energetics determining v(0) are now
of the same form as in TBG (as argued in Sec. SIB),
so we expect a texture for v(0) that optimizes the trade-
off between minimizing the intralayer elastic energy and
maximizing the regions of AB/BA stacking between the
outer and the inner layer. As v(0) = 0 will lead to a van-
ishing spatial average

αν =
1

Ω

∫
d2r cos

(
bνv

(0)(r)/2−Gνr
)

(S34)

over the system (with area Ω) without any intralayer en-
ergetic cost, we must have αν < 0 for v(0) 6= 0 minimiz-
ing the elastic energy. Bearing this in mind, we see, from
Eq. (S8), that turning on a finite value of u(0) would
immediately decrease the energetic gain from the mirror-
even relaxation and, at the same time, cost intralayer
elastic energy [see Eq. (S3)], which is why u(0) = 0 is fa-
vored. More intuitively, the mirror-symmetric configu-
ration is naturally preferred as it allows the system to
maximize the AB/BA stacking regions of the top-middle
and middle-bottom pair simultaneously by a mirror-even
relaxation.

B. Gap of the mirror-odd shear mode

Figure S3 arrays the spectra of the phasons and the
gapped shear modes of TTG once lattice relaxation ef-
fects have been taken into account. The velocities and
gaps of these two modes, respectively, as a function of
twist angle are sketched in Figs. 2(c–e). While the pha-
son mode is gapless, to gain insight into the behavior of
the gap of the mirror-odd shear modes δu, here, we apply
perturbation theory. To this end, we generalize the form
of the adhesion potential in Eq. (S8) to the family

V
∑

ν,p=±
cos

[
bν
2

(v + ε pu)−Gνr

]
(S35)

and treat ε > 0 as a small parameter (where ε = 1 corre-
sponds to the actual system). Importantly, this general-
ization does not break any physical symmetry. Further,
note that we still have u(0) = 0 for any ε ≤ 1 (since
ε < 1 will not make it more favorable energetically to
break mirror symmetry); consequently, v(0) also does not
depend on ε (and neither does any other property of the
phason sector).

Using the multi-index notation (δUq)j,G = δ(uG+q)j
and recalling that K = 0 in the mirror-symmetric limit,
we can rewrite Eq. (S24a) as HqδUq = ρω2

qδUq, where

(Hq)j,G;j′,G′ = δG,G′(ĤG+q)j,j′+2ε2
3∑

ν=1

J νG−G′(Bν)j,j′ .

On treating ε2 as a perturbation, the zeroth-order eigen-
states are of the form (δU (0)

q )j,G = (e±G+q)jδG,G0
with
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FIG. S2. Spatial dependence of the relaxation for different twist angles. In the presence of mirror symmetry, we have only
relaxation in the mirror-even sector. The regions of AB/BA stacking (dark blue) expand whereas the regions of AA stacking
(at the center of the rhombi) shrink.

eigenvalues (3µ+λ±(µ+λ))(G0+q)2/2. We see that, for
q in the moiré Brillouin zone, the lowest-energy solutions
correspond to G0 = 0.

To compute the gap, we focus on q = 0, where the two
unperturbed lowest-energy solutions, with polarizations
e±G0=0, are degenerate but separated by a finite gap to the
other states (with G0 6= 0). Therefore, to first order in
V , the energy of the mirror-odd shear modes are given by
the eigenvalues ofHq=0 projected to this two dimensional
subspace,

(
Heff)

j,j′
= 2ε2

3∑

ν=1

J νG=0(Bν)j,j′ = −ε2δj,j′
3V

2
|b|2α;

in this equation, |b| ≡ |bν | and α≡αν ≤ 0, with αν as
defined in Eq. (S34), which does not depend on ν due to
rotational symmetry.

Therefore, the two modes remain degenerate but ac-
quire a finite energy gap given by Eq. (3) of the main
text. The fact that the effective Hamiltonian Heff is diag-
onal is simply a consequence of C3 rotational symmetry;
as such, the degeneracy of the lowest-energy mirror-odd
shear modes at q = 0—transforming under the E repre-
sentation of C3—holds to arbitrary order in V as long
as C3 and the gap to the higher-energy modes remain
intact.

C. Effect of a displacement field

The perpendicular displacement field, D0, in Fig. 1 is
odd under mirror reflections σh, so a finite D0 6= 0 breaks
σh. As a result, in the presence of such an applied field,
the Lamé coefficients of the elastic theory in Eq. (S2)
will, in general, be of the form

λ1 = λa − cλD0 +O(D2
0),

λ2 = λb +O(D2
0),

λ3 = λa + cλD0 +O(D2
0),

(S36)

and likewise for µl. Furthermore, the parameters of the
adhesion potential (S7) are also allowed to be nonuni-
form, according as

V1 = V − γD0 +O(D2
0),

V3 = V + γD0 +O(D2
0).

(S37)

The incorporation of the varying Lamé coefficients
(S36) lies beyond the scope of our previously derived
Euler-Lagrange equations (S24). Thus, in our frame-
work, we theoretically model the effect of the displace-
ment field by Eq. (S37), treating γ as a phenomenolog-
ical parameter. Since V1 6= V3 leads to mirror-odd lat-
tice relaxation, u(0) 6= 0, the coefficients KνG in Eq. (S24)
are now nonzero, so the equations of motion for δu
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θ = 2.5◦ θ = 2.0◦ θ = 1.5◦ θ = 1.0◦

(a)

(b)

FIG. S3. (a) Phonon dispersions for the mirror-odd gapped shear mode u as a function of the twist angle θ. The horizontal
axis traces a path connecting high-symmetry points in the moiré Brillouin zone (MBZ). The right panels plot the density of
states ρ as a function of the dimensionless frequency ω/ω0. (b) Same as in (a) but for the mirror-even gapless mode v.

and δv are coupled and have to be solved together self-
consistently. The results of such a calculation are pre-
sented in Figs. 3(c,d) of the main text, which displays
the spectrum of the phonon modes as a function of the
parameter γD0/V .

D. Lateral stacking shifts

Besides by an external displacement field, the mirror
symmetry can also be broken by a lateral stacking shift
of an outer layer, which has a strong influence on elec-
tronic properties [16]. The top layer’s lateral stacking
shift breaks not only the mirror symmetry but, unlike
an applied external displacement field, also C2zΘ and C3

symmetries. To describe this shift, the adhesion potential
is modified to

Vad = V

3∑

ν=1

{
cos
[
Gν ·r + bν ·

(
s(2) − s(1)

)]

+ cos
[
Gν ·r + bν ·

(
s(2) − s(3) − d

)]}
,

= 2V

3∑

ν=1

cos

[
Gν ·r −

bν
2
·(v + d)

]
cos

[
bν
2
·(u + d)

]
,

(S38)

where d= d0aν with aν being a lattice vector of the (ro-
tated) top graphene sheet. With these conventions d0 = 1
corresponds to the top bilayer being in AA stacking and
the bottom bilayer being in AB stacking (“A-twist-B”
stacking), which has been found to be structurally
unstable. Here, we analyze small stacking shifts, d0 < 1,
which can lead to metastable structural configurations.
More precisely, we use the modified adhesion potential
in Eq. (S38) at fixed d0 and determine the textures u(0)

and v(0) as above. Note that this procedure can, in
principle, lead to u(0) and v(0) that simply have a con-
stant shift of −d, which would bring us back to the same
phason and shear modes as in the mirror-symmetric
case for d0 = 0. However, with small stacking shifts of
up to d0≤ 0.50, we reach distinct metastable states [as
shown, e.g., in Figs. 3(e-g) in the main text for d0 = 0.25].

SIII. ELECTRONIC SYMMETRY BREAKING
AND CHIRAL PHONONS

Among the 11 candidate orders analyzed in Ref. 17 for
TTG around charge neutrality (ν= 0), there are only two
states—denoted by SLP± in that reference—which break
C2zΘ (and any combination of it with U(1) valley symme-
try and/or spin rotations) and thus, allow for Lzq 6= 0 for
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generic q. Focusing for simplicity on the TBG-like bands
[17] of TTG and denoting Pauli matrices in valley, spin,
and band space by ηj , sj , and σj , the order parameters
of the SLP+ and SLP− states read as s0η3σ2 and s0η0σ2,
respectively. As Θ = η1K, with complex conjugation K,
and C2z = η1, we see that SLP+ (SLP−) is even (odd)
under Θ and odd (even) under C2z, and is therefore char-
acterized by finite loop currents—with nonzero average
over the moiré unit cell—of opposite (the same) chiral-
ity in the two valleys. We note, however, that ν close
to charge neutrality is not the ideal filling range to ob-
serve finite-angular-momentum phonons: SLP± cannot
benefit from the intervalley Hund’s interaction, and are
thus expected [17] to be dominated by the SSLP± states,
with order parameters s3η3σ2 and s3η0σ2. However, both
of these order parameters are invariant under is1C2zΘ,
wherefore they cannot induce angular momentum in the

phonon bands.
The situation is different in the regime 2≤ ν. 3 where

Ref. 17 finds spin polarization on top of these candidate
orders. In this case, SLP± and SSLP± become equiva-
lent, can induce finite angular momentum in the phonon
bands, and are favored energetically beyond a critical
value of the displacement field D0. Note further that this
doping range is also more interesting as it includes the
main superconducting regime of TTG’s phase diagram,
both close to the magic angle and in the small-twist-angle
regime [18, 19].

Next, we first derive a general expression for the an-
gular momentum in terms of the relative displacement
fields. Thereafter, we provide further details on the case
of broken Θ and preserved C2z symmetry (SLP−) and
then discuss the SLP+ where C2z is broken but Θ is pre-
served.

A. Phonon angular momentum

The total phonon angular momentum of the moiré system is

Lz = ρ

∫
dr

3∑

l=1

(
δs(l) × δṡ(l)

)
z

=
ρ

6

∫
dr
[
3 (δu× δu̇)z + (δv × δv̇)z + 2 (δw × δẇ)z

]
. (S39)

If all three modes are decoupled, then we can define the angular momentum Lz for each individual mode separately,
e.g., for mode u,

Lzu =
ρ

2

∫
dr (δu× δu̇)z . (S40)

To compute the angular momentum for mode u, we need to solve the analogous secular equations when time-reversal
symmetry [see Eq. (S55)] or rotational symmetry [see Eq. (S24)] is broken. Our analysis will closely follow Ref. 20.
Recall that in deriving the secular equations, we have defined the Fourier transform of δu(r, t) as

δu(r, t) =

∫
dω

2π
e−i ωt

∑

q ∈MBZ

∑

G

δuq+G(ω) ei (q+G)·r. (S41)

Then, the displacement field in second quantization can be written as

δu(r, t) =
∑

q=(q,σ)

∑

G

εq+G, σe
i(r(q+G)−ωqt)

√
~

2ωqm
aq + ε∗q+G, σe

−i(r(q+G)−ωqt)

√
~

2ωqm
a†q, (S42)

where q = (q, σ) includes both the wavevector q in the moiré Brillouin zone (MBZ) and the band index σ, and
εq+G,σ is the orthonormal eigenvector (ε†q+G,σ εq+G,σ′ = δσ,σ′) that is associated to G in the secular equations. So,
the angular momentum is

Lzu =
ρ

2

∫
dr δuT iMδu̇, M = σy, (S43)

=
1

2V

~
2

∫
dr
∑

q q′

[
ε†q+G, σM εq′+G′, σ′

√
ωq′

ωq
a†qaq′ − εTq′+G′, σ′M ε∗q+G, σ

√
ωq
ωq′

a†qaq′
]
ei (q

′+G′−q−G)rei (ωq−ωq′ )t.

(S44)

The integration over space gives
∫
dr ei (q

′+G′−q−G)r =V δ(q′+G′− q−G), and since q lies in the MBZ, we must
have δ(q′ + G′ − q −G) = δq′,qδG′,G. Also using the fact that ε†qM εq′ =−(εTq′ M ε∗q)

T as well as the commutation
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relation [aq,σ, aq′,σ′ ] = δq,q′ = δq,q′δσ,σ′ , we arrive at

Lzu =
~

4V

∫
dr


∑

q q′

ε†q+G, σM εq′+G′, σ′(

√
ωq′

ωq
+

√
ωq
ωq′

)a†qaq′e
i (ωq−ωq′ )tδq,q′ +

∑

q

ε†q+G, σM εq+G, σ


 ,

=
~
2

∑

q,σ

∑

G

ε†q+G, σMεq+G, σ(f(ωq) +
1

2
), (S45)

where f(ωq) = 1/(e~ωq/kBT + 1) is the Bose-Einstein distribution at temperature T . The derivations for the modes v
and w follow similarly, so the final formula for the total angular momentum is

Lz =
1

6

[
3
∑

q,σ

`uq,σ +
∑

q,σ

`vq,σ + 2
∑

q,σ

`wq,σ

](
f(ωq) +

1

2

)
≡ 1

6

[∑

q,σ

Lu
q,σ +

∑

q,σ

Lv
q,σ +

∑

q,σ

Lw
q,σ

](
f(ωq) +

1

2

)
,

(S46a)

`uq,σ = ~
∑

G

ε†q+G, σM εq+G, σ, `vq,σ = ~
∑

G

ξ†q+G, σM ξq+G, σ, `wq,σ = ~
∑

G

ζ†q+G, σM ζq+G, σ, (S46b)

where ξq,σ (ζq,σ) is the orthonormal eigenvector for the δv (δw) modes.

B. Broken time-reversal symmetry

As discussed in the main text, the broken time-reversal
symmetry of the SLP− state effectively manifests as a
Hall viscosity (FHV) contribution to the free energy. The
viscosity tensor η(ij)(kl) is defined as the coefficient of a
term with a single time derivative

F =
1

2

∫
dr

3∑

l=1

η(ij)(kl)s
(l)
ij ṡ

(l)
kl . (S47)

The pair indices (ij) and (kl) are symmetric under ex-
change ηijkl = ηjikl = ηijlk because s

(l)
ij = 1

2 (∂is
(l)
j +∂js

(l)
i )

is the symmetrized strain tensor. However, the in-
dices are pairwise antisymmetric as ηijkl =−ηklij . Due
to the antisymmetry, there are only three independent
component in 2D: xxxy, xyyy, xxyy. Furthermore, with
C6 symmetry, there is only one independent coefficient
η≡ ηxyyy, which we refer to as the Hall viscosity [21, 22].
The other component is related as ηxxxy =−ηxyyy and
ηxxyy = 0 vanishes. So, the Hall viscosity term relevant

to our system reads

FHV =
η

2

∫
dr

3∑

l=1

[s(l)xy(ṡ(l)xx − ṡ(l)yy)− (s(l)xx − s(l)yy)ṡ(l)xy].

(S48)
Recasting this in terms of the mirror-odd shear mode u,
the mirror-even phason v, and the acoustic phonon w
defined in Sec. SI, its contribution to the free energy is

FHV =
η

2

∫
dr

1

2
[uxy(u̇xx − u̇yy)− (uxx − uyy)u̇xy],

+
1

6
[vxy(v̇xx − v̇yy)− (vxx − vyy)v̇xy],

+
1

3
[wxy(ẇxx − ẇyy)− (wxx − wyy)ẇxy]. (S49)

We now derive how FHV modifies the dynamics of the
phonon modes [the secular equations in Eq. (S24)]. Fo-
cusing on u and v only, the deviations from the equilib-
rium solution are defined as δu(r, t) =u(r, t)−u(0)(r),
δv(r, t) =v(r, t)−v(0)(r). The first line of Eq. (S49)
then becomes

FHV =
η

2

∫
dr

1

2
[(u(0)xy + δuxy)(δu̇xx − δu̇yy)− (u(0)xx + δuxx − u(0)yy − δuyy)δu̇xy]. (S50)

Working in the action description S[u(r, t)] =
∫
dtL[u(r, t)], we can drop the u(0) terms after integration by parts

in t and ignoring the boundary terms. Then, expanding in terms of the deviations leads to

FHV =
η

2

∫
dr

1

2
[
1

2
(∂xδuy + ∂yδux)(∂xδu̇x − ∂yδu̇y)− (∂xδux − ∂yδuy)

1

2
(∂xδu̇y + ∂yδu̇x)],

=
1

8
η

∫
dr [(∂xδuy + ∂yδux)(∂xδu̇x)− (∂xδux − ∂yδuy)(∂yδu̇x),

+ (∂xδuy + ∂yδux)(−∂yδu̇y)− (∂xδux − ∂yδuy)(∂xδu̇y)]. (S51)
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Integration by part again leads to some cancellations and we end up with a compact form

FHV =
1

8
η

∫
dr [−∂i∂iδuy]δu̇x + [∂i∂iδux]δu̇y. (S52)

Now, the Euler-Lagrange equations are

−ρ
2
δüi +

1

8
ηεij∂k∂kδu̇j +

λ+ µ

2
∂i∂jδuj +

µ

2
∂j∂jδui = δuj

∂2Vad
∂ui∂uj

∣∣∣∣
u(0)

+ δvj
∂2Vad
∂ui∂vj

∣∣∣∣
u(0),v(0)

, (S53)

−ρ
6
δv̈i +

1

24
ηεij∂k∂kδv̇j +

λ+ µ

6
∂i∂jδvj +

µ

6
∂j∂jδvi = δvj

∂2Vad
∂vi∂vj

∣∣∣∣
v(0)

+ δuj
∂2Vad
∂vi∂uj

∣∣∣∣
u(0),v(0)

. (S54)

After transforming to Fourier space, the only modification to the equations of motion [cf. Eq. (S24))] is the inclusion
of a term M̂ proportional to η,

ρω2 δuG+q = M̂G+q δuG+q + ĤG+q δuG+q + 2
∑

G′

3∑

ν=1

(
J νG−G′ B̂ δuG′+q +KνG−G′ B̂ δvG′+q

)
, (S55a)

ρω2 δvG+q = M̂G+q δvG+q +
1

3
ĤG+q δvG+q + 6

∑

G′

3∑

ν=1

(
J̃ νG−G′ B̂ δvG′+q +KνG−G′ B̂ δuG′+q

)
, (S55b)

with M̂G =
iω

8
η

[
0 G2

x + G2
y

−(G2
x + G2

y) 0

]
. (S55c)

10-4 0.01 1 100

10-8

10-5

0.01

FIG. S4. Variation of the angular momentum of the lowest
bands at q = K/2 as a function of η.

Employing this formalism, we iteratively solve for the
energies ω in the presence of a nonzero η; the associated
eigenfunctions are then used to calculate the angular mo-
mentum from Eq. (S46a), which is shown in Figs. 4(a–c)
in the main text for η/√ρ= 1 (eV)1/2. While we treat
η as a phenomenological parameter of a priori unknown
magnitude, in Fig. S4, we plot the angular momentum
at a generic point in the MBZ for η varying over sev-
eral orders of magnitude. We find that the angular mo-
mentum increases, as expected, with the strength of the
time-reversal-symmetry breaking, captured by η.

C. Broken C2z rotational symmetry

A different possibility for obtaining chiral phonons is
to preserve time-reversal symmetry and break C2z sym-
metry, which is spontaneously broken in the electronic
SLP+ phase [17]. In this scenario, time-reversal symme-
try implies Lzq =−Lz−q, so the total angular momentum
Lz =

∑
q L

z
q = 0. However, the angular momentum as-

sociated with an individual mode Lzq need not be zero.
When LzK 6= 0 (whereK is a corner of the Brillouin zone),
such chiral valley phonons can lead to interesting selec-
tion rules in electron scatterings [23, 24]. Leaving such
effects to future work, we focus here on the change in
the adhesion potential, which manifests as an additional
phase φp [25],

Vad = V
∑

p=±

3∑

ν=1

cos

[
bν
2
·(v + pu)−Gν ·r + φp

]
,

(S56)

where Vad is invariant under the residual C3z symmetry
for an arbitrary phase φp but breaks C2z symmetry if
φp 6= 2nπ/3 for n ∈ Z. With the modification in the ad-
hesion energy, the secular equations in Eq. (S24) are only
affected through the Fourier coefficients J νG, J̃ νG,KνG.
Here, we consider the case where φp =φ, independent
of p. While Figs. 4(d,e) in the main text illustrated
the resultant angular momentum for the specific case of
φ=π/6, Fig. S5 sketches the variation of the angular mo-
mentum with φ at a generic point in the MBZ; we observe
that the angular momentum vanishes at φ=π/3, where
the C2z symmetry is restored.
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FIG. S5. Angular momentum of the lowest bands at q = K/2
as a function of φ. Note that the acoustic phonon does not
carry any angular momentum, i.e., Lw

q = 0 ∀ q in this case.
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