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Experimental data on the compressive strength σmax versus strain rate ε̇eng for metallic glasses
undergoing uniaxial compression shows significantly different behavior for different alloys. For some
metallic glasses, σmax decreases with increasing ε̇eng , for others, σmax increases with increasing ε̇eng ,
and for others σmax versus ε̇eng is nonmonotonic. Using numerical simulations of metallic glasses
undergoing uniaxial compression at nonzero strain rate and temperature, we show that they obey a
universal relation for the compressive strength versus temperature, which determines their mechanical response. At low ε̇eng , increasing strain rate leads to increases in temperature and decreases in
∗
σmax
, whereas at high ε̇eng , increasing strain rate leads to decreases in temperature and increases in
∗
∗
σmax . This non-monotonic behavior of σmax
versus temperature causes the nonmonotonic behavior
∗
of σmax versus ε̇eng . Variations in the internal dissipation change the characteristic strain rate at
which the nonmonotonic behavior occurs. These results are general for a wide range of metallic
glasses with different atomic interactions, damping coefficients, and chemical compositions.

The combination of superior strength and hardness,
large elastic limit, and high fracture toughness make bulk
metallic glasses (BMGs) a promising materials class for
numerous structural applications [1–4]. In contrast to
conventional alloys, BMGs are amorphous (i.e. they lack
long-range crystalline order), and their response to deformation is not governed by the generation and motion of
topological defects. Instead, researchers have shown that
shear transformation zones, where atoms undergo collective, non-affine motion, control the mechanical response
of metallic glasses. Numerous studies have probed the
unique mechanical response of metallic glasses subjected
to quasistatic deformations at low temperature. However, understanding the dynamic mechanical response of
metallic glasses at finite strain rates and temperatures
near the glass transition temperature is important for
many engineering applications.
Uniaxial compression of bulk metallic glass pillars is
a common mechanical test that probes their nano- and
micro-scale mechanical response. Studies have shown
that the strength of BMGs under compression decreases
with increasing temperature [5–7], since higher temperatures enhance the activation of shear transformation zones and formation of shear bands [8]. However, there is no consensus about the behavior of
the compressive strength as a function of strain rate
for BMGs [5, 9–19], where the compressive strength
is defined as the maximum engineering stress prior
to steady flow. For example, as shown in Fig. 1
(a), the compressive strength of millimeter-sized Ti-

and Zr-based BMGs (such as Ti45 Zr16 Ni9 Cu10 Be20 [9],
Ti40 Zr25 Ni8 Cu9 Be18 [10], and Zr53 Cu30 Ni9 Al8 [11]), and
Ni62 Nb38 [12], increases with strain rate. In contrast, the compressive strength of similar Ti- and
Zr-based BMGs (e.g. Ti32.8 Zr30.2 Cu9 Ni5.3 Be22.7 [14],
Zr38 Ti17 Cu10.5 Co12 Be22.5 [15], Zr50.7 Cu28 Ni9 Al12.3 [16],
and Zr52.5 Cu17.9 Ni14.6 Al10 Ti5 [17]) and Pd40 Ni40 P20
[13] decreases with strain rate. In addition, recent
studies have shown that the compressive strength for
Zr59.3 Cu28.8 Nb1.5 Al10.4 is non-monotonic with strain
rate; the strength first decreases and then increases with
increasing strain rate [19]. Does the fact that different
BMGs possess different strain-rate-dependent compressive strength mean that the mechanical response of these
materials depends sensitively on each particular alloy and
composition? We seek to identify the dominant mechanism that controls the strain-rate dependent compressive
strength so that we can potentially describe the mechanical response of all BMGs to uniaxial compression.
In this Letter, we perform molecular dynamics simulations of metallic glasses undergoing uniaxial compression
using the embedded atom method (EAM) and coarsegrained Lennard-Jones (LJ) models to understand their
mechanical response. We find that local temperature
fluctuations and internal dissipation mechanisms that occur during uniaxial compression control the behavior of
the compressive strength versus strain rate in BMGs. We
show that the compressive strength σmax versus the engineering strain rate ε̇eng from the experiments in Fig. 1
(a) can be mapped onto the data from the computer
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FIG. 1. (a) Compressive strength σmax (normalized by the
value σ0 at the smallest strain rate) plotted as a function of
engineering strain rate ε̇eng (in s−1 ) from experimental studies
of 12 bulk metallic glasses undergoing uniaxial compression [5,
∗
9–19]. (b) Scaled compressive strength σmax
versus scaled
∗
average temperature T during uniaxial compression. The
EAM simulation results for Ni62 Nb38 and Zr60 Cu29 Al11 and
LJ simulation results for Ni62 Nb38 are represented by symbols
that are half-filled on the right, half-filled on the top, and
open symbols, respectively. Filled symbols with black borders
correspond to the experimental results in (a). The arrows
indicate the direction of increasing strain rate. The solid lines
give the asymptotic behavior in the limit of small damping
coefficient.

simulations of metallic glasses (both EAM and LJ) by
quantifying the internal damping coefficient and temperature for each BMG. In Fig. 1 (b), we plot the scaled
∗
compressive strength σmax
of the BMGs in (a) versus
the scaled average temperature T ∗ , where the arrows indicate increasing strain rate. We find universal behavior for the compressive strength for both the experimentally characterized BMGs and computer simulations of
BMGs. In the limit of low damping coefficient (b → 0),
first the compressive strength decreases with increasing
strain rate, since increases in strain rate cause increases
in temperature and the compressive strength scales as
∗
σmax
= σ1 − αT ∗ , where σ1 is the compressive strength
in the T → 0 limit and α ≈ 0.16. When the rescaled
temperature reaches T ∗ ≈ 5.8, further increases in strain
∗
rate cause the rescaled temperature to decrease and σmax
increases as a power-law with decreasing temperature,

∗
σmax
∼ (T ∗ )−β , with β ≈ 4.8. For finite damping coefficients, the strain rate-driven temperature dependence of
∗
σmax
deviates from the chevron-shaped asymptotic behavior. In particular, in the limit of high damping coefficient, initial increases in strain rate cause only small
increases in temperature, and the compressive strength
does not decrease significantly. With further increases in
strain rate, the temperature begins to decrease and the
compressive strength increases rapidly, approaching the
∗
σmax
∼ (T ∗ )−β asymptote. This work provides a universal description of the wide range of behaviors of the
compressive strength versus strain rate found in BMGs
undergoing uniaxial compression.
Methods.—For the molecular dynamics simulations
of uniaxial compression of BMGs, we focus on two
particular BMGs, Ni62 Nb38 and Zr60 Cu29 Al11 [20].
(Note that experimental measurements of the compressive strength for Ni62 Nb38 and the related alloy
Zr59.3 Cu28.8 Nb1.5 Al10.4 are shown in Fig. 1 (a).) For the
atomic interactions, we consider EAM potentials, which
include many-body interactions from the electronic degrees of freedom and have been developed separately
for Ni62 Nb38 [21] and Zr60 Cu29 Al11 [22], and a pairwise
Lennard-Jones potential for Ni62 Nb38 . (The energetic
and size parameters and details of the simulation methods for the LJ potential are given in the Supplemental
Material (SM) [23]).) Each metallic glass sample contains N = 6000 atoms in a 2×2×3 parallelepiped with
periodic boundaries in the x-, y-, and z-directions. The
samples are produced by quenching equilibrium liquid
states at T = 2000 K (above the glass transition) to
T0 = 2 K using a range of cooling rates from R = 1010
to 1013 K/s. The temperature of the system is defined
as T = 2K/(3N kB ), where K is the kinetic energy and
kB is the Boltzmann constant. After quenching to low
temperature, the periodic boundary conditions in the xand y-directions are changed to open boundary conditions, and the system is relaxed using the Nosé-Hoover
thermostat and barostat (in the z-direction) to achieve
zero pressure at T0 .
We apply uniaxial compression in the z-direction. We
define the engineering strain and stress as

εeng = (Lz0 − Lz )/Lz0 ,

(1)

σeng = Fz /A0 ,

(2)

where Lz0 is the undeformed length of the sample in the
z-direction, A0 is the undeformed cross-sectional area in
the x-y plane, and Fz is the total force in the z-direction
that opposes the compression. To investigate heating
during the applied deformation, we compress the system
at constant strain rate ε̇eng and apply a viscous damping
force proportional to the velocity vi of atom i, Fi = −bvi
to dissipate the energy input from compression. We vary
2
the damping coefficient from b = 0 to 10−3 eV · ps/Å .
The strains are applied affinely to the system, such that
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FIG. 2. (a) Engineering stress σeng versus strain εeng from
EAM simulations of uniaxial compression of a Ni62 Nb38 sample obtained using cooling rate R = 1012 K/s. The black curve
corresponds to athermal quasistatic compression and the horizontally shifted curves correspond to compression with damp2
ing coefficient b = 10−4 eV · ps/Å and strain rates ε̇eng = 107
8
9
(red), 10 (blue), 10 (green), 2 × 109 (magenta), 5 × 109 (orange), and 1010 (cyan) s−1 . The inset shows the same data for
σeng versus εeng in the main panel without horizontally shifting the curve with ε̇eng = 107 s−1 . (b) Average temperature T
versus strain εeng from EAM simulations of twenty Ni62 Nb38
samples prepared using R = 1012 K/s for each strain rate.
The damping coefficient and strain-rate color codes are the
same as those in (a).

after each compressive strain increment, ∆εeng = ε̇eng ∆t,
the atomic z-positions are scaled as z(1 − ∆εeng ), where
∆t is the time step.
Results.—In this section, we present the results from
EAM simulations of Ni62 Nb38 undergoing uniaxial compression. The results for the EAM simulations of
Zr60 Cu29 Al11 and LJ simulations of Ni62 Nb38 are qualitatively the same and are presented in the SM [23].
In Fig. 2 (a), we show the stress versus strain relation
for uniaxial compression at a fixed damping coefficient
2
b = 10−4 eV · ps/Å and several strain rates. At low
strain rates, the stress-strain curves possess quasi-linear
elastic segments, punctuated by discontinuous drops in
the stress. In particular, the stress-strain curves for
ε̇eng . 108 s−1 agree with those obtained using athermal quasistatic compression. Serrations in the stress-

strain relations have also been found in experimental
studies of uniaxial compression and nanoindentation of
BMGs at low strain rates [19, 24]. The stress-strain
curves become more continuous and the maximum stress
is non-monotonic with increasing strain rate. For ε̇eng =
108 s−1 , the maximum stress value decreases below that
achieved in the low strain-rate limit. As the strain rate
increases further, i.e. for ε̇eng & 5 × 109 s−1 , the maximum stress is larger than that in the low strain-rate
limit. In Fig. 2 (b), we show the variation of the internal temperature with strain at fixed damping coefficient
and several strain rates. For most strain rates, the temperature increases from T0 at zero strain to a value Tf
at larger strains εf , where both εf and Tf increase with
strain rate. For ε̇eng & 2 × 109 s−1 , we do not show the
strain regime where T → Tf .
As shown above, the stress-strain relations for metallic glasses depend on the damping coefficient and strain
rate, as well as the cooling rate. The results for the compressive strength as a function of the strain rate for EAM
simulations of Ni62 Nb38 prepared using different cooling
rates and compressed using different damping coefficients
are shown in Fig. S5 (a) in the SM [23]. We find that
the compressive strength σmax has a self-similar form for
different cooling rates. We therefore plot the cooling-rate
∗
= hσmax /( RRc )−γ iR ,
scaled compressive strength σmax
where γ ∼ 0.038 and Rc is a reference cooling rate, versus strain rate in Fig. 3 (a). h...iR indicates the average
of σmax /( RRc )−γ over the four cooling rates, R = 1010 ,
1011 1012 , and 1013 K/s. We find several important
∗
(ε̇eng ) . First, in the low strain-rate
features for σmax
∗
aplimit (for the damping coefficients considered), σmax
proaches the value obtained for athermal quasistatic compression. Second, the scaled compressive strength increases monotonically with strain rate when the damping
∗
coefficient b = 0, whereas σmax
is nonmonotonic in ε̇eng
when b > 0 [19]. For nonzero damping coefficients, we
find that the scaled compressive strength first decreases
with increasing strain rate and then increases rapidly for
ε̇eng & 109 s−1 . The magnitude of the nonmonotonic be∗
havior (i.e. the difference between the value of σmax
as
∗
ε̇eng → 0 and the minimal value of σmax (ε̇eng )) increases
with decreasing b.
∗
To understand the nonmonotonic behavior of σmax
versus ε̇eng , we characterize the temperature of the system
during compression. In Fig. 3 (b), we plot the temperature averaged over strains in the range 0 < εeng < εb
and scaled by the cooling rate, T ∗ = hT /( RRc )λ iR , where
∗
λ ≈ 0.049 [23]. (For εb ∼ 0.084, σmax
occurs in this
strain interval for all systems considered.) The temperature versus strain rate can be captured by the expression
T∗ =

c(ε̇/k)α
,
1 + (ε̇/k)β

(3)

where the coefficients k and c have units of s−1 and K,
respectively, and the power-law exponents satisfy β > α
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FIG. 3. (a) Compressive strength σmax
(scaled by the cooling
rate used to prepare the samples) plotted versus strain rate
ε̇eng for Ni62 Nb38 (averaged over 80 samples) at several damping coefficients b. The data for athermal quasistatic compression is shown as a filled circle. (b) The mean temperature
T ∗ (obtained in the strain interval where the maximum stress
occurs and scaled by the cooling rate used to prepare the samples) versus ε̇eng for the systems in (a). Best fits of T ∗ (ε̇eng )
to Eq. (3) for different b values are shown as dashed lines.

and depend on b. Note that α = 0 for systems with
b = 0. The scaled average temperature T ∗ decreases
(and the scaled maximum stress increases) monotonically
with increasing strain rate for systems with zero damping coefficient, since the averaging strain interval is fixed
and the system has less time to heat up as the strain
rate increases. In contrast, T ∗ versus ε̇eng possesses a
maximum, whose height decreases and position in ε̇eng
increases as the damping coefficient increases. At low
strain rates (before the peak in T ∗ (ε̇eng )), the damping
can effectively remove heat from the system during compression, and thus the temperature at low strain rates
decreases with increasing damping coefficient. As the
strain rate is increased, damping is less effective at removing heat and the temperature increases with strain
rate. For large strain rates after the peak in T ∗ (ε̇eng ), the
strain rate is so fast that sufficient time has not elapsed
to allow the increased potential energy from compression
to be converted into kinetic energy, and thus the temperature decreases. Note that we are not interested in the

behavior of T ∗ (ε̇eng ) for extremely large strain large rates
ε̇eng & 1010 s−1 , since this regime of rapidly increasing
∗
σmax
is difficult to achieve in experiments on BMGs.
The results in Fig. 3 suggest that the nonmonotonic
behavior of σmax versus ε̇eng is caused by the nonmonotonic dependence of temperature on strain rate. There∗
fore, we plot the scaled compressive strength σmax
versus
∗
the scaled mean temperature T for EAM simulations
of Ni62 Nb38 in Fig. 1 (b) (as highlighted in Fig. S6
in SM [23]). In the limit of small damping coefficient
∗
(b → 0), σmax
versus T ∗ follows a chevron-shaped curve,
which consists of two regimes. For the low strain-rate
∗
regime, σmax
decreases linearly with increasing T ∗ and
in the high-strain rate regime the compressive strength
increases as a power-law with decreasing temperature,
∗
σmax
∼ (T ∗ )−β , where β ≈ 4.8. For higher damping co∗
efficients, the temperature dependence of σmax
deviates
from the linearly decreasing asymptotic behavior at a T ∗
∗
that depends on b. At high strain rates, σmax
versus T ∗
converges to the power-law asymptotic behavior for all b.
We also performed EAM simulations of uniaxial compression of Zr60 Cu29 Al11 and found similar behavior for
σmax and T versus ε̇eng . (See Figs. S7 and S8 in SM [23].)
In particular, in the small-damping limit, we find a sim∗
versus T ∗ . Again,
ilar chevron-shaped curve for σmax
∗
σmax decreases linearly with increasing T ∗ in the low
strain-rate asymptotic regime and grows as a power-law
with decreasing T ∗ with exponent β ≈ 5 in the high
strain-rate asymptotic regime.
Finally, we performed uniaxial compression studies of
Ni62 Nb38 using a Lennard-Jones potential. (See Figs. S2S4 [23] in SM.). Again, we find similar behavior for σmax
and T versus ε̇eng . However, the magnitude of the slope
of the linear asymptotic regime is half of that from the
EAM simulations of Ni62 Nb38 and the power-law exponent of the high strain-rate asymptotic regime is β ≈ 9.6,
which is roughly twice the value from the EAM simulations of Ni62 Nb38 . One possible explanation for the
difference in the slopes and power-law exponents of the
asymptotic behavior is the difference in the specific heat
obtained for the LJ and EAM potentials of Ni62 Nb38 .
We now compare the experimental data on uniaxial
compression of BMGs [5, 9–19] in Fig. 1 (a) to the EAM
simulation data for Ni62 Nb38 in Fig. 3. (We obtain similar results when we compare the experimental data in
Fig. 1 (a) to the EAM simulation data for Zr60 Cu29 Al11 .)
We first scale the maximum stress and strain rate for
0
each experimental data set, σmax = kσ,e σmax + cσ,e and
0
ε̇eng = (ε̇eng /kε,e )ηε,e , choosing the constants kσ,e , cσ,e ,
and kε,e , exponent ηε,e , which are provided in SM [23],
and damping coefficient b that give the best fit to the
EAM simulation data for Ni62 Nb38 . After determining
the best-fit damping coefficient, and the maximum stress
and strain rate scaling, we can identify the effective T ∗
versus ε̇eng relation (see Fig. 3 (b)) for each experimental
data set. We can then eliminate ε̇eng from the expres-

5
∗
∗
sions for σmax
(ε̇eng ) and T ∗ (ε̇eng ) to obtain σmax
versus
∗
T for the experimental data. The scaled compressive
∗
strength σmax
versus temperature T ∗ curves collapse onto
the EAM simulation results for Ni62 Nb38 for different b
values as shown in Fig. 1 (b).
Discussion.—We have shown that the compressive
strength versus temperature relation is universal for
a wide range of metallic glasses undergoing uniaxial compression at finite strain rates, and that this
chevron-shaped universal relation controls their mechanical response. The experimental data for 12 different
BMGs, EAM simulations of two BMGs Ni62 Nb38 and
Zr60 Cu29 Al11 , and LJ simulations of Ni62 Nb38 can all
∗
be scaled onto similar master curves for σmax
versus T ∗ ,
which determine the compressive strength versus strain
rate. At low strain rates, increasing the strain rate leads
∗
to increasing temperature and decreases in σmax
, whereas
at high strain rates, increases in strain rate lead to de∗
creasing temperature and increases in σmax
. This non∗
monotonic behavior of σmax versus temperature causes
∗
the nonmonotonic behavior of σmax
versus strain rate.
Variations in the internal dissipation change the characteristic strain rate at which the nonmonotonic behavior
occurs. These results are general for a wide range of
metallic glasses with different atomic interaction potentials, damping coefficients, and chemical compositions.
In this work, we focused on uniaxial compression of
metallic glasses at non-zero strain rates. However, we
believe that our results will also hold for other deformations, such as simple and pure shear and indentation,
applied to metallic glasses at finite rates. Further, our
work emphasizes that internal heating and dissipation
mechanisms control the strain-rate-dependent mechanical response. Thus, future computational studies can
investigate the non-affine collective motions of atoms, or
shear transformation zones, that give rise to local heating and dissipation. For example, in recent work [25] we
developed an exact method to identify and track local deformations during stress drops that result from athermal,
quasistatic simple shear applied to model glasses. In future studies, we will generalize the methods for identifying shear transformation zones [26–29] in metallic glasses
deformed at finite rates and temperature.
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