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The discovery of the multiple H-T phase diagram of CeRh2As2 offers a new route to design-
ing topological superconductors. Although weak-coupling theories explain the experimental phase
diagram qualitatively, a quantitative discrepancy between them has discouraged conclusive inter-
pretation. In this Letter, we thoroughly study the effect of Coulomb interaction and the phase
diagrams of locally noncentrosymmetric superconductors. We reveal even-odd parity transition and
the enhancement of the parity transition field in strongly correlated superconductors, and an issue
of CeRh2As2 is resolved.

Introduction. — Searching for odd-parity supercon-
ductors has been a central issue in designing topologi-
cal materials [1–4]. Due to Fermi statistics, odd-parity
superconductors are classified into spin-triplet supercon-
ductors within the theory by Bardeen, Cooper, and Schri-
effer (BCS) [5], which brilliantly explains various phe-
nomena of superconductivity. In the topological science,
this constraint on Cooper pairs has led to the renewed
interest in uncommon spin-triplet superconductors such
as UPt3 [6–9], UCoGe [10–12], and UTe2 [13–16]. How-
ever, some internal degrees of freedom of Cooper pairs
are overlooked in the canonical BCS theory.

Recently, the local noncentrosymmetricity in supercon-
ductors has attracted much attention and shed light on
the sublattice degree of freedom in Cooper pairs [17–31].
Interestingly, the sublattice antisymmetric Cooper pair is
allowed, leading to an odd-parity superconducting state
without spin-triplet pairs. Therefore, the sublattice de-
gree of freedom paves a new way to design topological
odd-parity superconductors based on pairing in the ordi-
nary spin-singlet channel [22, 32]. In the high-magnetic
field phase of locally noncentrosymmetric superconduc-
tors, the sublattice antisymmetric superconducting state
is theoretically predicted to be thermodynamically stable
and named the pair-density-wave (PDW) state [19].

The discovery of the two superconducting phases in
the H-T phase diagram of CeRh2As2 [33] has led atten-
tion to the sublattice degree of freedom in superconduc-
tors [32–46]. In fact, due to the fascinating crystalline
structure of CeRh2As2, the inversion symmetry is locally
broken at the Ce site but globally preserved [33]. The
qualitative similarity of the phase diagrams between the
weak-coupling theory [19, 33] and experiment [33, 40]
strongly suggests an essential role of local inversion sym-
metry breaking in CeRh2As2, and the two superconduct-
ing phases were interpreted based on the even-odd parity
transition within the superconducting state [33, 40].

In contrast to the preceding argument, there are two
issues regarding the nature of CeRh2As2. First, the mi-
croscopic mechanism of superconductivity in CeRh2As2
has been unsolved. The unconventional superconductiv-

ity mediated by quantum critical fluctuations is stud-
ied in this Letter. Second, the parity transition field
of CeRh2As2 significantly exceeds the Pauli-Clogston-
Chandrasekhar limit and is larger than the prediction
of weak-coupling theory by a factor of five [19, 33]. Al-
though two scenarios have been proposed within the
weak-coupling theory [44, 45], we try to resolve the is-
sue by verifying an intrinsic phase diagram of strongly
correlated locally noncentrosymmetric superconductors.

To tackle above mentioned problems, we focus on the
electronic correlation effect of Ce f -electrons, which have
localized character. Indeed, the large electronic specific
heat coefficient γ ∼ 1000 mJ/mol K2 supports the pres-
ence of heavy-fermion bands near the Fermi-level, and
non-Fermi liquid behaviors suggest quantum criticality in
CeRh2As2 [33, 37, 39]. These experimental observations
indicate that Coulomb interaction crucially impacts the
electronic state of CeRh2As2. Hence, theoretical studies
of strong correlation effects in locally noncentrosymmet-
ric superconductors have been desired.

In this Letter, we conduct a thorough study on quan-
tum critical multipole fluctuations, resulting supercon-
ductivity, and superconducting phase diagrams of lo-
cally noncentrosymmetric strongly correlated electron
systems. To clarify these properties, fluctuation ex-
change (FLEX) approximation which appropriately re-
produces critical behaviors of self-consistent renormal-
ization theory [47] is adopted. In the FLEX scheme,
the Green function and the self-energy depend on each
other, and therefore, the retardation effect, quasi-particle
scattering, and internal field are taken into account [48].
Theoretical results are compared with the superconduct-
ing phase diagrams of CeRh2As2, and the origin of su-
perconductivity is discussed. As a result, the XY -type
antiferromagnetic fluctuation consistent with the nuclear
magnetic resonance (NMR) [39] and superconductivity
with dominant dx2−y2 -wave pairing are revealed, and the
obtained enhanced parity transition field resolves the is-
sue of phase diagram in CeRh2As2.

Bilayer Rashba-Hubbard model. — We construct the
bilayer Rashba-Hubbard model, in which Ce f -orbital,
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FIG. 1. Schematic figure of the bilayer Rashba-Hubbard
model. Yellow circles represent the Ce atoms of CeRh2As2.
We introduce first- and second-neighbor intra-layer hopping
integrals. We also introduce an inter-layer hopping integral as
t⊥. The staggered Rashba-type antisymmetric spin-orbit cou-
pling is included in the model as it arises from the asymmetric
potential by Rh2As2 layers. The magnetic field is applied par-
allel to the z-axis.

Coulomb correlation, and spin-orbit coupling are taken
into account [49, 50]. The model is given by

Ĥ =
∑
k

ϕ†(k)H0(k)ϕ(k) + U
∑
i,σ

ni↑σni↓σ, (1)

where U is the on-site Coulomb repulsion, H0(k) =
ε(k)s0 ⊗ σ0 + αg(k) · s⊗ σz − µBHsz ⊗ σ0 + t̃⊥(k)s0 ⊗
σ+ + t̃⊥(−k)s0 ⊗ σ−, ϕ(k) = (ck↑A, ck↓A, ck↑B, ck↓B)>,

and cksσ (c†ksσ) is an annihilation (creation) operator for
an electron with momentum k, spin s, and sublattice
σ ∈ {A,B} [Fig. 1]. Here, sµ and σµ consisting of the
2×2 unit matrix and three Pauli matrices represent spin
and sublattice degrees of freedom, respectively.1 The first
term of H0 represents intra-layer hopping including the
chemical potential and is given by ε(k) = −2t(cos kx +
cos ky) + 4t′ cos kx cos ky − µ. The vector g(k) describes
the Rashba-type antisymmetric spin-orbit coupling given
by g(k) = (−∂ε(k)/∂ky, ∂ε(k)/∂kx, 0), and H repre-
sents the Zeeman magnetic field parallel to the z-axis.
The last two terms of H0 describe inter-layer hopping
given as t̃⊥(k) = t⊥(1 + e−ikx)(1 + e−iky ). This model
is a straightforward extension of the Rashba-Hubbard
model for globally inversion-asymmetric strongly corre-
lated electron systems [51–63]. Hereafter, we set t′ = 0.3,
t⊥ = 0.1, µB = 1, and U = 3.9 with a unit of energy t = 1
and determine the chemical potential so that the electron
density per site n is 0.85.
Multipole susceptibility. — First, we discuss quantum

critical multipole fluctuations. Dynamical susceptibility
tensor is given by the generalized susceptibility as

χÔ(q, iνn) =
∑

ξ1ξ2ξ3ξ4

Ôξ1ξ2χξ2ξ1ξ3ξ4(q, iνn)Ôξ3ξ4 , (2)

1 µ runs over {0, x, y, z}, and σ± are given by (σx ± iσy)/2.

FIG. 2. (a) The magnetic field dependence of static multipole
fluctuations. The maxima of the longitudinal and transverse
magnetic susceptibilities are shown. Note that the even-parity
and odd-parity multipole fluctuations are nearly degenerate.
We assume α/t⊥ = 2 and T = 0.01. (b) The momentum
dependence of longitudinal magnetic susceptibility (left) and
transverse magnetic susceptibility (right) at H = 0.15.

where iνn are bosonic Matsubara frequencies and ξ is
abbreviated notation ξ = (s, σ). The operators Ô are
(extended) multipole operators as Ô = ŝ ⊗ σ̂ [64–66],
and classified into even-parity (odd-parity) multipole for
σ̂0, σ̂x (σ̂y, σ̂z). In Table I, we summarize the classifi-
cation of multipole operators in our system. We adopt

the normalization convention tr
[
Ô†Ô

]
= 1, and there-

fore, operators are represented by the Pauli matrices as
ŝµ = sµ/

√
2 and σ̂µ = σµ/

√
2.

In Fig. 2(a), the magnetic field dependence of the
maximum of transverse magnetic and longitudinal mag-
netic susceptibilities is shown. We see that the trans-
verse (longitudinal) susceptibility is enhanced (reduced)
by the magnetic field. Note that the even-parity mag-
netic multipole fluctuation for s⊗ σ0 and the odd-parity
magnetic multipole fluctuation for s⊗ σz are nearly de-
generate, while the odd-parity multipole is slightly fa-
vored. Other multipole susceptibilities are negligibly
small. From Fig. 2(b), both transverse and longitudinal
magnetic susceptibilities show the peak structure around
Q = (π, π), and thus, the antiferromagnetic spin fluctua-
tion develops in the system. The momentum dependence
is not qualitatively affected by the magnetic field. There-
fore, we conclude dominant XY -type antiferromagnetic
fluctuation, which is consistent with the observation in
CeRh2As2 by the NMR measurement [39]. We confirmed
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that the behaviors of the multipole susceptibility do not
qualitatively depend on the strength of spin-orbit cou-
pling α/t⊥ [67].

TABLE I. The classification of the multipole operators in the
bilayer Rashba-Hubbard model. Here, ŝ± = (ŝx ± iŝy)/

√
2

are ladder operators for spin. E (O) represents the even-
parity (odd-parity) multipole operators. C, L, and T repre-
sent charge, longitudinal spin, and transverse spin operators
respectively. σ̂0 and σ̂z (σ̂x and σ̂y) are intra-sublattice (inter-
sublattice) operators.

Ô σ̂0 σ̂x σ̂y σ̂z
ŝ0 E C intra E C inter O C intra O C inter
ŝz E L intra E L inter O L intra O L inter
ŝ± E T intra E T inter O T intra O T inter

Superconductivity. — The crystalline space group of
CeRh2As2 is P4/nmm (No.129), and therefore, the point
group is D4h. Since we introduce the magnetic field par-
allel to the z-axis, some symmetry operations are pro-
hibited, and the point group reduces to C4h. Hence,
the superconducting gap functions are classified based
on irreducible representations of C4h. Using the conven-
tional notation, we decompose the superconducting gap
functions into the spin-singlet component and spin-triplet
component,

∆σσ′
(k) = {ψσσ

′
(k) + dσσ

′
(k) · s}isy, (3)

for the intra-sublattice and inter-sublattice pairing chan-
nels. Here, ψAA(k) (ψAB(k)) represents an intra-
sublattice (inter-sublattice) spin-singlet order parame-
ter, while dAA(k) (dAB(k)) is an intra-sublattice (inter-
sublattice) spin-triplet order parameter. In the following
calculations, order parameters of inter-sublattice pair-
ing are negligibly small. The basis functions of intra-
sublattice order parameter for each irreducible represen-
tations of C4h are summarized in Table II.

In Fig. 3(a), the eigenvalues of Éliashberg equation for
each irreducible representation are shown [68]. The Bg
and Bu representations are dominant. From the momen-
tum dependence displayed in Fig. 3(b), both of these
states contain spin-singlet dx2−y2 -wave dominant pairing
as well as spin-triplet subdominant pairing with p-wave
symmetry. These unconventional Cooper pairs are stabi-
lized by the antiferromagnetic fluctuations and spin-orbit
coupling and not significantly changed against the mag-
netic field.

While almost the same momentum dependence, the
different sublattice structures of gap functions distinguish
the Bg and Bu representations. In the even-parity Bg
representation, the spin-singlet (spin-triplet) gap func-
tion has the same (opposite) sign between the sublat-
tices A and B, as ψAA(k) = ψBB(k) and dAA(k) =
−dBB(k). On the other hand, ψAA(k) = −ψBB(k) and
dAA(k) = dBB(k) in the odd-parity Bu representation.

Therefore, the Bg and Bu representations correspond to
the BCS and PDW states predicted in the weak-coupling
theory [19]. As shown in Fig 3(a), eigenvalues of the
Éliashberg equation for both Bg and Bu representations
are weakened by the magnetic field due to the Pauli de-
pairing effect. However, the Bu state is more robust com-
pared with the Bg state, and therefore, at H = 0.24 the
parity transition from the even-parity Bg state to the
odd-parity Bu state occurs. The transition can be un-
derstood from the viewpoint of the intrinsic magnetic
response of these states. Indeed, the Bg state is Pauli-
limited, but the Bu state mostly avoids the Pauli limit-
ing because the magnetic susceptibility does not decrease
through the superconducting transition [18, 30].

TABLE II. The basis functions for intra-sublattice supercon-
ducting order parameter. IR represents the irreducible repre-
sentations of the point group C4h. We take into account the
time-reversal symmetry breaking under the magnetic field,
and the degeneracy of the Eg/u states is lifted. Thus, we dis-

tinguish them as E1
g/u and E2

g/u. Note that the spin-singlet
component ψ(k) and spin-triplet in-plane component dx,y(k)
for the E representations are prohibited due to the Cz2 rota-
tion symmetry.

IR ψ(k) d(k)

Ag, Au 1, kxky
(
k2x − k2y

)
kxx̂ + kyŷ, kyx̂− kxŷ

Bg, Bu kxky, k2x − k2y kxx̂− kyŷ, kyx̂ + kxŷ
E1
g , E1

u 0 (kx + iky) ẑ
E2
g , E2

u 0 (kx − iky) ẑ

Phase diagram. — Let us discuss the H-T phase
diagram of the bilayer Rashba-Hubbard model. In
Figs. 4(a)-(d), we show the phase diagrams for α/t⊥ = 0,
1, 2, and 3, which is known as a control parameter of
local noncentrosymmetricity [18].2 We show the super-
conducting transition lines [69] of the Bg and Bu states,
which correspond to the BCS and PDW states as men-
tioned before.

From the obtained phase diagrams, the zero-field su-
perconducting transition temperature Tc and the mag-
netic field at the parity transition point H∗ are esti-
mated as (Tc, H

∗) = (0.0141, 0.195), (0.0135, 0.212), and
(0.0124, 0.192) for α/t⊥ = 1, 2, and 3, respectively. From
these estimations, we evaluate H∗ with a unit of Tc,

H∗

Tc
=


13.8 (α/t⊥ = 1)

15.7 (α/t⊥ = 2)

15.5 (α/t⊥ = 3).

(4)

2 While the case α/t⊥ = 0 corresponds to the bilayer system with-
out spin-orbit coupling, for α/t⊥ = ∞ the system is equivalent
to a set of monolayer systems with Rashba-type spin-orbit cou-
pling [18].



4

FIG. 3. (a) The magnetic field dependence of eigenvalues of

the Éliashberg equation for each irreducible representation.
We assume α/t⊥ = 2 and T = 0.01. (b) The momentum de-
pendence of intra-sublattice spin-singlet and spin-triplet gap
functions, ψAA(k) and dAA(k), of the Bg representation for
H = 0.15. Note that dσσz (k) = 0. Results for the Bu repre-
sentation are almost the same as the figures.

Thus, we conclude that the parity transition fields scaled
by transition temperature are approximately H∗/Tc ' 15
and universal against variation of α/t⊥. Although a
much smaller value H∗/Tc ' 2 was predicted by the
mean-field theory [19], in CeRh2As2 experimental values
H∗ ' 3.9 T and Tc ' 0.26 K lead (H∗/Tc)exp ' 10 [33].
Hence, our theoretical result is quantitatively consistent
with the phase diagram of CeRh2As2 and resolves the
discrepancy between the weak-coupling theory and ex-
periment.

Now we discuss the origin of the enhancement in the
parity transition field H∗. First, a possible origin is
the nonsymmorphic crystalline symmetry as proposed in
Ref. 45. Actually, an indicator of local noncentrosym-
metricity α/t̃⊥(k) diverges at the Brillouin Zone faces in
nonsymmorphic crystals because of t̃⊥(kface) = 0, and
therefore, the effect of the spin-orbit coupling is more
essential than the symmorphic case [45, 70]. However,
our analysis of the bilayer Rashba-Hubbard model does
not support this possibility, because the ratio H∗/Tc is
universal against variation of α/t⊥. Second, we may ex-
pect that the spin-triplet component in the gap function
changes the spin state of Cooper pairs and increases H∗.
However, this is also unlikely because we observe strong
dependence on α/t⊥ of the parity mixing parameter r

(Fig. 5), which is defined as

r =
maxk |dAA(k)|2

maxk |ψAA(k)|2
. (5)

From Eq. (4) and Fig. 5, we find that H∗/Tc and r are
almost uncorrelated. Third, we rule out the field depen-
dence of effective interaction as the main origin. In the
bilayer Rashba-Hubbard model, the effective pairing in-
teraction is field-dependent because of the field-enhanced
magnetic anisotropy (see Fig. 2). Figure 6 shows eigen-
values of the Éliashberg equation with and without the
field dependence of magnetic anisotropy,3 and we find
that the field-enhanced magnetic anisotropy weakens the
superconducting instabilities. However, the parity transi-
tion field H∗ is hardly affected. Thus, the field-enhanced
magnetic anisotropy is also irrelevant for the enhance-
ment of H∗. We conclude from these considerations that
a large parity transition field consistent with CeRh2As2
is due to the internal field arising from the quantum crit-
ical antiferromagnetic fluctuation. Near the antiferro-
magnetic critical point, the spin correlation significantly
screens the Zeeman field and increases the scale of mag-
netic fields [71]. This is consistent with the large upper
critical fields of CeRh2As2 which significantly exceeds the
Pauli-Clogston-Chandrasekhar limit even for the in-plane
direction [33].
Conclusion. — We investigated the nature of quan-

tum critical multipole fluctuation and superconductiv-
ity in the bilayer Rashba-Hubbard model, a minimal
model of locally noncentrosymmetric strongly correlated
electron systems. Experimental observations in a re-
cently discovered superconductor CeRh2As2 [33] were
discussed. The XY -type antiferromagnetic fluctuations
are shown consistent with the NMR study [39], and the
applied magnetic field along the z-axis enhances the fluc-
tuations. Due to the critical antiferromagnetic fluctua-
tion, superconductivity with dominant dx2−y2-wave pair-
ing and subdominant p-wave pairing is stabilized, and the
two superconducting phases with different space inver-
sion parity appear in the H-T phase diagram, consistent
with CeRh2As2. The parity transition field is enhanced
by the quantum critical fluctuation, and the obtained
value is in quantitative agreement with the experimen-
tal value. These results support the parity transition in
the superconducting state of CeRh2As2 [33] and indicate
the topological superconductivity [32]. Our theory not
only solves the issues of CeRh2As2 but also elucidates
general behaviors of the family of locally noncentrosym-
metric strongly correlated superconductors.

The authors are grateful to A. Daido and S. Sumita
for fruitful discussions. Some figures in this work were

3 To investigate the effect of the field-induced change of effective
interaction, we solve the Éliashberg equation with the zero-field
vertex functions while the Green functions at H 6= 0 are adopted.
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FIG. 4. (a)-(d) H-T phase diagrams of the bilayer Rashba-Hubbard model for α/t⊥ = 0, 1, 2, 3. We show the superconducting

transition lines of the even-parity Bg and odd-parity Bu states, on which eigenvalues of the Éliashberg equation become unity.
The BCS and PDW states correspond to the Bg and Bu superconducting phases, respectively. H∗ denotes the magnetic field
at the parity transition point.

FIG. 5. The parity mixing parameter r as a function of α/t⊥.
The values for the Bg and Bu representations are nearly the
same. We assume T = 0.01 and H = 0.15.

created by using Vesta [72]. This work was sup-
ported by JSPS KAKENHI (Grants Nos. JP18H01178,
JP18H05227, JP20H05159, JP21J23007, JP21K18145,
JP22H01181) and SPIRITS 2020 of Kyoto University.

∗ nogaki.kosuke.83v@st.kyoto-u.ac.jp

FIG. 6. The magnetic field dependence of eigenvalues of the
Éliashberg equation for the Bg and Bu representations. Biso

g

and Biso
u represent the eigenvalues without the field-enhanced

magnetic anisotropy. The parity transition points are indi-
cated by the gray dashed line. We assume α/t⊥ = 2 and
T = 0.01.
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[See Sec. S2].

[70] Shuntaro Sumita and Youichi Yanase, “Superconduc-
tivity in magnetic multipole states,” Phys. Rev. B 93,
224507 (2016).

[71] Youichi Yanase, “Fflo superconductivity near the antifer-
romagnetic quantum critical point,” Journal of the Phys-
ical Society of Japan 77, 063705 (2008).

[72] Koichi Momma and Fujio Izumi, “VESTA3 for three-
dimensional visualization of crystal, volumetric and mor-
phology data,” Journal of Applied Crystallography 44,
1272–1276 (2011).

http://dx.doi.org/ 10.1103/PhysRevB.104.054412
http://dx.doi.org/ 10.1103/PhysRevB.104.054412
http://dx.doi.org/ 10.1103/PhysRevB.93.224507
http://dx.doi.org/ 10.1103/PhysRevB.93.224507
http://dx.doi.org/10.1143/JPSJ.77.063705
http://dx.doi.org/10.1143/JPSJ.77.063705
http://dx.doi.org/10.1107/S0021889811038970
http://dx.doi.org/10.1107/S0021889811038970


1

Supplemental Materials:

Even-odd parity transition in strongly correlated locally noncentrosymmetric
superconductors : An application to CeRh2As2

S1. SELF-CONSISTENT CONDITION FOR FLUCTUATION EXCHANGE APPROXIMATION

The noninteracting Green functions for U = 0 are expressed by the 4 × 4 matrix form in the spin and sublattice
basis,

G(0)(k, iωn) = (iωns0 ⊗ σ0 −H0(k))
−1
, (S1)

where ωn = (2n + 1)πT are fermionic Matsubara frequencies. In the interacting case U 6= 0, the dressed Green
functions contain a self-energy, Σ(k, iωn),

G(k, iωn) = (iωns0 ⊗ σ0 −H0(k)− Σ(k, iωn))
−1
. (S2)

Within the FLEX approximation, the self-energy is expressed with use of an effective interaction, Γn(k, iνn), as

Σξξ′(k, iωn) =
T

N

∑
q,iνn

Γnξξ1ξ′ξ2(q, iνn)Gξ1ξ2(k − q, iωn − iνn), (S3)

and the effective interaction is given by

Γnξ1ξ2ξ3ξ4(k, iνn) = Uξ1ξ2ξ5ξ6

(
χξ5ξ6ξ7ξ8(k, iνn)− 1

2
χ
(0)
ξ5ξ6ξ7ξ8

(k, iνn)

)
Uξ7ξ8ξ3ξ4 , (S4)

where Uξ1ξ2ξ3ξ4 is bare interaction tensor which satisfies the following relation∑
ξ1ξ2ξ3ξ4

Uξ1ξ2ξ3ξ4c
†
ξ1
cξ2cξ3c

†
ξ4

= U
∑
i,σ

ni↑σni↓σ, (S5)

Uξ1ξ2ξ3ξ4 = δσ1,σ2δσ2,σ3δσ3,σ4Us1s2s3s4 , (S6)

U↑↓↑↓ = U↓↑↓↑ = −U↑↑↓↓ = −U↓↓↑↑ = U, (S7)

and iνn are bosonic Matsubara frequencies. Here, χ(k, iνn) is the generalized susceptibility. We introduce the bare
susceptibility

χ
(0)
ξ1ξ2ξ3ξ4

(q, iνn) = − T
N

∑
k,iωn

Gξ1ξ3(k, iωn)Gξ4ξ2(k − q, iωn − iνn), (S8)

and compute the generalized susceptibility by

χξ1ξ2ξ3ξ4(q, iνn) = χ
(0)
ξ1ξ2ξ3ξ4

(q, iνn) + χ
(0)
ξ1ξ2ξ5ξ6

(q, iνn)Uξ5ξ6ξ7ξ8χξ7ξ8ξ3ξ4(q, iνn). (S9)

According to Eqs. (S2)-(S9), G, Σ, Γn, χ(0), and χ depend on each other, and therefore, we self-consistently determine
these functions.

For functions with fermionic Matsubara frequencies A(q, iωn), the static limit A(q, 0) is evaluated by an approxi-
mation justified at low temperatures,

A(q, 0) ' A(q, iπT ) +A(q,−iπT )

2
. (S10)

S2. LINEARIZED ÉLIASHBERG EQUATION

To investigate superconductivity, we numerically solve the linearized Éliashberg equation which is given by

λ∆ξξ′(k) =
T

N

∑
k′

Γaξξ1ξ2ξ′(k − k
′)Gξ1ξ3(k′)∆ξ3ξ4(k′)Gξ2ξ4(−k′), (S11)



2

where ∆ is the gap function and Γa is obtained by

Γaξ1ξ2ξ3ξ4(k − k′) = Uξ1ξ2ξ3ξ4/2 + Uξ1ξ2ξ5ξ6χξ5ξ6ξ7ξ8(k − k′)Uξ7ξ8ξ3ξ4 . (S12)

Here we adopted abbreviated notation k = (k, iωn). Evaluating λ, eigenvalues of the linearized Éliashberg equation,
we determine the critical temperature Tc from the criterion λ = 1.

S3. MULTIPOLE SUSCEPTIBILITY

In Fig. S1, we show the magnetic field dependence of the maximum of multipole susceptibility for α/t⊥ = 0, 1, 2, 3.
Figure S1(c) is the same as Fig. 2(a) in the main text. In the left panels, transverse and longitudinal magnetic
susceptibilities are shown. In the right panels, the other multipole susceptibilities are shown. Regardless of the value
of α/t⊥, the transverse (longitudinal) magnetic susceptibility is enhanced (reduced) by the magnetic field, and the
susceptibilities for other multipole operators are negligibly small.

S4. EIGENVALUES OF ÉLIASHBERG EQUATION

In Fig. S2, we show the magnetic field dependence of the eigenvalues of Éliashberg equation for α/t⊥ = 0, 1, 2, 3.
Figure S2(c) is equivalent to Fig. 3(a) in the main text.

S5. ÉLIASHBERG EQUATION WITHOUT FIELD-ENHANCED MAGNETIC ANISOTROPY

In Fig. S3, we show the magnetic field dependence of the eigenvalues of Éliashberg equation with and without
field-enhanced magnetic anisotropy for α/t⊥ = 0, 1, 2, 3. Figure S3(c) is shown as Fig. 6 in the main text. As shown
by the gray dashed lines, the parity transition points are not affected by the field-enhanced magnetic anisotropy.
We see that the effect of the field-enhanced magnetic anisotropy becomes remarkable with increasing the spin-orbit
coupling α. Thus, the field dependence of the pairing interaction is closely related to the spin-orbit coupling.



3

FIG. S1. (a-d) The magnetic field dependence of static multipole fluctuations for α/t⊥ = 0, 1, 2, 3. We set T = 0.01.
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FIG. S2. (a-d) The magnetic field dependence of the eigenvalues of Éliashberg equation for each irreducible representation. We
adopt α/t⊥ = 0, 1, 2, 3 and fix the temperature T = 0.01.

FIG. S3. (a)-(d) The magnetic field dependence of the eigenvalues of Éliashberg equation for the Bg and Bu representations.
We fix the temperature T = 0.01 and show the results for α/t⊥ = 0, 1, 2, 3. Biso

g and Biso
u represent the eigenvalues obtained

by neglecting the field-enhanced magnetic anisotropy. Details of the calculations are described in the main text. The parity
transition points are indicated by the gray dashed lines.
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