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In high-temperature cuprate superconductors,
stripe order refers broadly to a coupled spin and
charge modulation with a commensuration of
eight and four lattice units, respectively. How
this stripe order evolves across optimal doping re-
mains a controversial question. Here we present
a systematic resonant inelastic x-ray scattering
(RIXS) study of weak charge correlations in
La2−xSrxCuO4 (LSCO) and La1.8−xEu0.2SrxCuO4

(LESCO). Ultra high energy resolution ex-
periments demonstrate the importance of the
separation of inelastic and elastic scattering pro-
cesses. Upon increasing doping x, the long-range
temperature dependent stripe order is found to
be replaced by short-range temperature inde-
pendent correlations at a critical point xc ≈ 0.15
distinct from the pseudogap critical doping.
We argue that the doping and temperature
independent short-range correlations originate
from unresolved electron-phonon coupling that
broadly peaks at the stripe ordering vector. In
LSCO, long-range static stripe order vanishes in
a quantum critical point around optimal doping.

Charge order is now established in virtually all known
hole underdoped cuprates [1–11], and hence is a univer-
sal property on equal footing with the pseudogap [12]
and superconductivity. The evolution of charge order
and the pseudogap beyond optimal doping has been chal-
lenging to establish. The pseudogap may emerge through
a quantum critical transition [13–17], a cross-over phe-
nomenon [18] or as a precursor to a symmetry break-
ing. It has also been difficult to establish a general
trend as to how charge order evolves into the overdoped
limit. In (Bi,Pb)2.12Sr1.88CuO6+x (Bi2201), a long-range
charge ordering extending all the way to room temper-

ature is reported in the overdoped regime beyond the
doping extent of the pseudogap phase [19]. In the La-
based cuprates, spin and charge stripe order around 1/8-
doping are coupled [6, 7, 20–22]. Doping evolution of
stripe order thus involves both spin and charge unless a
doping-induced decoupling takes place. A recent study
on La1.6−xNd0.4SrxCuO4 suggests that spin-stripe order
persists across the entire superconducting dome [23] and
long-range charge ordering outside the pseudogap phase
has been reported in La2−xSrxCuO4 (LSCO) [24, 25].
A resonant x-ray scattering study, by contrast, suggests
that short-range charge correlations only exist inside the
pseudogap phase [26]. Thus, contradicting observations
on the charge order leave the questions of the coupling
between spin and charge as well as a possible connection
between charge order and the pseudogap unsolved.

Recently, Resonant Inelastic X-ray Scattering (RIXS)
has been used to detect weak charge correlations by
separating elastic from inelastic contributions [27]. In
this fashion, charge correlations in La1.8−xEu0.2SrxCuO4

(LESCO) x = 0.12 were probed above the resonant elas-
tic x-ray scattering onset temperature [11, 28, 29]. Here
we use the RIXS sensitivity to trace charge correlations
as a function of doping and temperature in LSCO and
LESCO. Our main finding is the presence of long-range
charge order for x < 0.15 and short-range correlations
for x > 0.15. We show how the long-range charge order
is strongly temperature and doping dependent while the
short-range correlations are essentially doping and tem-
perature independent. Our study provides a complete
charge order phase diagram across optimal doping. Long-
range charge correlation vanishes around optimal doping.
As the correlation length is vanishing a quantum critical
scenario is conceivable. Short-range charge correlations
are found beyond optimal doping and seemingly beyond
the pseudogap phase. We thus conclude that neither the
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FIG. 1. X-ray absorption and resonant inelastic x-ray scattering spectra recorded on La1.875Sr0.125CuO4 as a function of
energy loss and momentum. (a), (b) RIXS spectra recorded on LSCO x = 0.145 and 0.16 at the charge ordering vector for
different temperatures as indicated. Vertical dashed lines indicate the energy resolution and with that the integration window
of elastic scattering. The intensity is given in arbitrary units (a. u.). The inset shows XAS spectra featuring the copper L-edge
for LSCO with doping concentrations as indicated. (c-f) RIXS spectra probed in longitudinal (h) and transverse (k) directions
on LSCO x = 0.145. Data in (c,e) are recorded with an energy resolution of 129 meV, whereas (d,f) show spectra recorded at a
high resolution beamline with a total resolution of 33 meV. Horizontal dashed lines in (c,e) illustrate the energy range in (d,f).
The improved resolution allows for resolving the phonon branch. The black circles mark the phonon dispersion determined
from fitting the spectra. High resolution data were taken at 37 K, all other data at base temperature, see methods section.

long- nor short-range charge correlations correlate with
the pseudogap phenomenon.

Results
Charge order correlations. X-ray absorption spec-
tra (XAS) across the copper L-edge for different dop-
ing concentrations x of LSCO are shown in the inset of
Fig. 1a. Comparable data quality is obtained irrespec-
tive of doping and consistent with previous XAS studies
of LSCO [30]. Example RIXS spectra on LSCO x = 0.145
and x = 0.16, recorded at the charge ordering wave vector
for two different temperatures reveal scattering from elas-
tic processes, phonon (70 meV), spin (∼ 0.3 eV) and dd
(1.8 eV) excitations (Fig. 1a,b).The phonon-, spin- and
dd- are consistent with previous RIXS studies [24, 31]. A
comparison of the two raw spectra shows that the elas-
tic intensity is significantly enhanced at low temperature
for x = 0.145 whereas elastic scattering appears tem-
perature independent for x = 0.16. The momentum de-
pendence of elastic and inelastic scattering recorded on
LSCO x = 0.145 is shown in Fig. 1c-f for longitudinal (h)
and projected transverse (k) directions. In Fig. 1c,e data
are recorded with an overall energy resolution of 129 meV
(FWHM), whereas in d,f the resolution is 33 meV. The
direct comparison illustrates how the quasielastic scat-
tering in c and e includes both elastic and phonon re-
sponses. Since the intensity from the charge order peak

and the phonon branch are comparable, differentiation
can only be reached by applying sufficiently high energy
resolution. Lack of sufficient energy resolution implies a
convolution of charge order and phonon scattering inten-
sities. The optical phonon branch, extracted from the
high resolution data of LSCO x = 0.145 in Fig. 1d and of
LSCO x = 0.16 in supplementary Fig. S3 show a disper-
sion behaviour consistent with previous studies [24, 31].

In what follows, quasielastic intensity is defined by in-
tegrating the RIXS intensity in a window set by the re-
spective energy resolution around zero energy loss – see
Fig. 1a. In this fashion, longitudinal and transverse elas-
tic scans through the charge order vector were carried
out for LSCO (x = 0.12, 0.138, 0.145, 0.16 and 0.2)
and LESCO (x = 0.125, and 0.21) crystals. As shown
in Fig. 2a, stripe order in LESCO x = 0.125 manifests
by a reflection at Q = (δ, 0) with δ = 0.23, as previ-
ously reported [27]. At optimal doping (x ∼ 0.16 shown
in Fig. 2d,g) and in the overdoped limit, represented by
LSCO x = 0.20 (Fig. 3d,e) and LESCO x = 0.21 (supple-
mentary Fig. S2), much less elastic scattering is found.

For longitudinal (h) scans recorded with medium res-
olution, a double peak structure is found (see Fig. 2b,c).
The peak at (h, 0) ≈ (1/3, 0) stems from the optical
phonon mode, likely in combination with absorption
effects for large values of h. In transverse (rocking)
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FIG. 2. Doping evolution of the charge order in LSCO and LESCO. (a-d) Longitudinal scans along (h, 0) for the compounds
and compositions as indicated. (e,g) Transverse scans through the longitudinal peak position (δ, k) for doping concentrations
as indicated. (f) Circular arc scan through two charge order reflections, with φ = 0 at (h,0). Panels for LSCO x = 0.145 and
0.16 compare high- and medium- resolution data. Solid lines are Gaussian fits. See text for further explanations. Insets display
sketches of the charge order reflections in reciprocal space and the scan trajectories. Data in (a,e) are adapted from Ref. [27].

scans, illustrated in the inset of Fig. 2e, the charge order
peak appears with additional broadening (see Fig. 2f,g).
Once sufficient energy resolution is applied, the double
peak structure disappears in the longitudinal scans
and sharper peaks are found in the transverse scans.
This comparison shows the importance of inelastic
experiments as a probe of weak charge order away from
1/8 doping.

From long-range order to short-range correlations
In between 1/8 and optimal doping, our longitudinal
scans show a decreasing elastic scattering intensity as
doping is gradually increased. The evolution in doping
shows a distinct transition in the nature of the charge
correlation when the temperature dependence is taken
into account. In Fig. 3a-e, we display the temperature
dependence for the LSCO x = 0.138, 0.145, 0.16 and 0.20
compounds. For x > 0.15, essentially no temperature
dependence is observed up to 150 K. We note that these
two compounds have been recorded with different energy
resolution. However, the direct comparison for the same
compound in Fig. 1c-f and Fig. 2c demonstrates how
the phonon contribution is altering the elastic scans
for the medium-resolution resolution data. Since the
RIXS phonon intensity shows essentially no doping
dependence for LSCO x = 0.12 − 0.21 [24], the almost
identical medium-resolution scans for x = 0.16 and 0.20
lead to the conclusion that the elastic scattering must
behave similarly. By contrast, for LSCO x = 0.138 and
0.145 a pronounced temperature dependence is found.

The charge order intensity is suppressed with increasing
temperature for T > Tc. The long-range charge order
is also partially suppressed for T < Tc due to phase
competition with superconductivity [21]. By contrast,
the short-range charge correlations appear insensitive to
phase competition with superconductivity (Fig. 3c-e).
This imposes a picture of two types of charge order:
one long-range order that decays with temperature and
short-range temperature independent correlations. Our
study provides a very narrow doping sector for the
transition from temperature dependent long-range order
to temperature independent short-range correlations be-
tween 0.145 and 0.16 doping. In fact, the transition may
happen through a quantum critical point at x ≈ 0.15.
In Fig. 4a-c, we show how the incommensurability δ,
correlation length ξ and integrated intensity I/ξ2 evolve
from 1/8 to the overdoped regime. While the integrated
intensity I/ξ2 is roughly independent of doping, the cor-
relation length declines as x → 0.15. At the same time,
we observe that δ → 1/4 for x→ 0.15. Beyond x = 0.15,
the temperature independent charge correlations hold
similar integrated weight and incommensurability. Their
correlation length of 10 Å corresponds to about three
in-plane lattice parameters.

Discussion
Several contradicting studies of stripe order in overdoped
La-based cuprates have been published recently [23–
26, 32, 33]. At 1/8 doping, charge order in LESCO
could be detected above the onset temperature of the
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FIG. 3. Charge order temperature and doping dependence. (a-e) Transverse and longitudinal scans through the charge ordering
vector (δ, 0) recorded as a function of temperature, as indicated, on LSCO x = 0.138, 0.145, 0.16 and 0.20. Data in (b,c) were
recorded with high energy resolution, whereas in (a,d,e) medium resolution was applied, see text for further information. Solid
lines are fits using a Gaussian lineshape. All intensities have been normalized to the integrated dd-excitation intensity. Insets
in (a,d,e) display the longitudinal and transverse scan direction.

low-temperature tetragonal (LTT) phase [34] and above
the transport onset of the pseudogap [35]. As a func-
tion of doping, long-range charge order has been reported
even outside the pseudogap phase of LSCO [24, 25]. An-
other study reported short-range charge correlations to
exist within the pseudogap phase only and long-range
charge order only around 1/8-doping [26]. Our compre-
hensive inelastic study suggests short-range correlations
for x > 0.15 that persist across the pseudogap critical
doping. The long-range stripe order by contrast decays
fast as x → 0.15. Our study therefore also contrasts
the recent study reporting long-range charge order in
LSCO, up to x = 0.21 [24], despite using the same mea-
surement technique. Neither of the short or long-range
charge correlations reported here seem to connect with
the psesudogap phase. A recent magneto-transport ex-
periment across the low-temperature pseudogap “criti-
cal” point [36] suggests a symmetry breaking Fermi sur-
face transformation. This is not easily reconciled with
charge order correlations [37]. In the first place, it is
difficult to envision how short-range charge correlations
can impact the electronic structure and produce a Fermi
surface transformation [38].

The here reported high-resolution RIXS data on
LSCO provide a different picture than existing litera-
ture that is mutually inconsistent. Our results resem-
ble what has been reported in YBa2Cu3O7−x (YBCO).
High resolution RIXS measurements on YBCO and
Nd1+xBa2−xCu3O7−δ reveal that the short-range corre-
lations stem from quasi-elastic scattering processes [39–
42]. Also in LSCO, it is not inconceivable that the
short-range correlations result from dynamic charge fluc-
tuations, for example due to electron-phonon coupling

of a low-energy phonon branch. In fact, recent high-
resolution O K-edge RIXS experiments on optimally
doped LSCO indicate strong electron-phonon coupling at
a low-energy phonon branch around (h, 0) = (1/4, 0) [43].
Just as in LSCO, the short and long-range charge corre-
lations in YBCO and Nd1+xBa2−xCu3O7−δ occur with
a very similar scattering vector. Furthermore, both sys-
tems seem to have a charge order quantum critical point
near optimal doping. As long demonstrated, charge or-
der in LSCO and YBCO differ by their respective order-
ing vectors QCO ≈ (1/4, 0) [6] and ≈ (1/3, 0) [44]. The
fact that the short-range correlations are so aligned with
the long-range ordering strongly suggests a direct link.
If the short-range charge correlations should be under-
stood from electron-phonon coupling, this could also be
the case for long-range ordering. This raises the question
as to why the La-214 and Y/Nd-1237 systems display
different long-range incommensurabilities [45]. A possi-
bility is that the detailed crystal structure generates dif-
ferent electron-phonon couplings [46]. Recently, it was
shown how electron-phonon coupling is enhanced inside
the low-temperature tetragonal (LTT) crystal structure
of LESCO [31] — suggesting that electron-phonon cou-
pling assists in the formation of long-range stripe order.

We conclude by commenting on the fact that the
charge order incommensurabilities in LSCO and YBCO
have opposite doping dependencies. If electron-phonon
coupling is solely responsible for charge ordering, a more
universal picture would be expected. It is therefore con-
ceivable that electron-electron coupling also plays an im-
portant role. In the La-based cuprates, many experi-
mental results point to a strong coupling picture which
would support the electron-electron interaction hypoth-
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esis. Irrespective of the responsible interactions, our ob-
servation of a charge order quantum critical point at opti-
mally doped LSCO provides new perspectives. It opens
for a unified picture of charge order as similar results
are found in YBCO. The critical fluctuations around the
critical point may also have bearing in superconductivity
and strange metal properties.

Methods
High quality single crystals of LESCO and LSCO were
grown using a floating zone method. These crystals
have been used in previous studies [1, 3, 27, 32, 47, 48].
All crystals were prealigned ex-situ using x-ray LAUE
backscattering and cleaved in-situ by a standard top-post
technique. RIXS experiments were carried out at the
ADvanced RESonant Spectroscopies (ADRESS) [49, 50]
beamline of the Swiss Light Source (SLS) at the Paul
Scherrer Institut and the ID32 RIXS beamline at the
European Synchrotron Radiation Facility (ESRF) [51].
Fixed angles of 130° and 149.5° between incident and
scattered light was used for measurements at ADRESS
and ID32, respectively. To determine zero energy loss,
the low-energy part of each RIXS spectrum is anal-
ysed (see supplementary Fig. S1). Elastic scatter-
ing and a phonon excitation are fitted using Gaus-
sian profiles where the width is set by the instrumen-
tal energy resolution. A damped harmonic oscillator re-
sponse function is adopted to model the magnetic ex-

citations and a quadratic function is added to mimic
the background (BG). Given the quasi-two-dimensional
character of this system, we consider only the in-plane
momentum transfer which can be controlled by vary-
ing the incident angle θ and sample azimuthal an-
gle φ. Wave vector Q at (qx, qy, qz) is defined as
(h, k, `) = (qxa/2π, qyb/2π, qzc/2π) reciprocal lattice
units (r.l.u.) using pseudo-tetragonal notation, with
a ≈ b ≈ 3.79 Å and c ≈ 13.1 Å. Energy resolution,
expressed in standard Gaussian deviation ranges from
σG ≈ 49 to 57 meV for ADRESS data and σG ≈ 15 meV
for the ID32 data. Across all experiments, base temper-
ature was in the range of ∼ 15− 25 K.
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Supplemental Information

Fate of charge order in overdoped La-based cuprates
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Figure S 1. Raw RIXS spectra of LSCO x = 0.145 and associated fits. Representative raw RIXS spectra at (a) the
charge order wave vector and (b) away from charge order recorded at 37 K. Solid lines indicate fits of respective elastic, phonon,
magnon and background (BG) components of the spectra.
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Figure S 2. Elastic scattering recorded on LESCO x = 0.21. Longitudinal (a) and transverse (b) elastic scans through
the charge order wave vector. Data was recorded with medium resolution at base temperature. Solid lines are Gaussian fits.
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Figure S 3. RIXS intensity recorded on LSCO x = 0.16. (a) RIXS spectra probed in longitudinal h and (b) transverse
k directions on LSCO x = 0.16. Data are recorded at a high resolution beamline with a total energy resolution of 33 meV and
at a temperature of 35 K. Horizontal dashed lines mark the zero energy loss. The black circles mark the phonon dispersion
determined from fitting the spectra.
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