Polaritonic Chern insulators in monolayer semiconductors
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Systems with strong light-matter interaction opens up new avenues for studying topological
phases of matter. Examples include exciton-polaritons, mixed light-matter quasiparticles,
where the topology of the polaritonic band structure arises from the collective coupling between matter wave and optical fields strongly confined in periodic dielectric structures. Distinct from light-matter interaction in a uniform environment, the spatially varying nature
of the optical fields leads to a fundamental modification of the well-known optical selection
rules, which were derived under the plane wave approximation. Here we identify polaritonic
Chern insulators by coupling valley excitons in transition metal dichalcogenides (TMDs) to
photonic Bloch modes in a dielectric photonic crystal (PhC) slab. We show that polaritonic
Dirac points (DPs), which are markers for topological phase transition points, can be constructed from the collective coupling between valley excitons and photonic Dirac cones in
the presence of both time-reversal and inversion symmetries. Lifting exciton valley degeneracy by breaking time-reversal symmetry leads to gapped polaritonic bands with non-zero
Chern numbers. Through numerical simulations, we predict polaritonic chiral edge states
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residing inside the topological gaps. Our work paves the way to further explore polaritonic
topological phases and their practical applications in polaritonic devices.

Introduction

Strongly coupling photons to excitonic resonances in semiconductors gives rise to new elementary excitations, exciton-polaritons. These quasiparticles combine the properties of their
parental photon and matter components and, thereby, provide an ideal platform to study quantum
many-body physics, including Bose–Einstein condensates1 , superfluidity2 , and Berezinskii–Kosterlitz–Thouless
transition3 . Motivated by the recent rapid progress in topological band theory4–6 , there has been
of great interest in applying it to polaritonic systems and exploring novel topological phenomena
intrinsic to exciton-polaritons7–13 . For example, in contrast to photons that rarely interact with each
other, exciton-polaritons exhibit strong nonlinearities through exciton-exciton interactions14–16 , allowing for the study of nonlinear and interacting topological phenomena6 . Another particularly
promising perspective of exciton-polaritons is the possibility of breaking time-reversal symmetry
(T ) via the excitonic component, opening the door to the realization of a range of T −broken topological phases5, 17 at optical frequencies, such as Chern insulators with protected unidirectional
modes on the edges5, 6 . By contrast, exploring such topological phenomena in purely photonic
systems remains challenging due to the lack of efficient method to break T for photons.

Recently, various topological exciton-polariton states have been theoretically proposed7–10
and experimentally studied in the solid-state setting by embedding semiconductor quantum wells
into lattices of coupled micro-cavities11 , or transferring two-dimensional TMDs onto dielectric
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photonic crystal slabs12, 13 . However, exciton-photon interaction in such periodic structures, which
underlies the topology of the resulting polaritonic band structures, has neglected the periodic modulation of the refractive index and the spatially varying field strength and polarization18 — a feature
unique for strongly confined optical fields. The non-uniform distribution of polarization — local
transverse photon spin — completely modifies the optical selection rules in light-matter interaction
derived under the assumption of a plane wave excitation with a single polarization. As a result, a
comprehensive understanding of the light-matter interaction in periodic structures is expected to
change the topological properties of the exciton-polaritons in a fundamental way.

Here, we present theoretical investigations of exciton-polaritons formed by strongly coupling monolayer TMDs to a photonic crystal slab, and show how polaritonic Chern insulators
can be realized by breaking the time-reversal symmetry via the exciton components. We start by
deriving the effective Hamiltonian that captures the optical selection rules in periodic structures
near high-symmetry momentum (k) points. Based on that we show the polaritonic Dirac points
can be constructed by coupling exciton resonances to photonic Dirac points. Similar to electronic
and photonic systems, polaritonic Dirac points are also protected by the product of inversion (P )
and time-reversal symmetry. As a result, breaking T while preserving P gaps out polariton Dirac
points, leading to polaritonic bands with nontrivial Chern numbers. We validate the topological
polaritonic band structures through finite-difference time-domain (FDTD) simulations. All calculations are based on realistic material parameters19, 20 , which makes our predictions immediately
applicable for experimental realization.
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Results

We start by introducing the concept of collective coupling between exciton resonances in a
TMD monolayer and photonic Bloch modes in a dielectric photonic crystal slab. One crucial feature of exciton-polariton systems is the significant size mismatch between the periodic potentials
for photons and excitons (Fig.1a): the photonic unit cell (a ∼ 300 nm) is orders of magnitude
larger than its excitonic counterpart (aX ∼ 0.3 nm). Accordingly, to study the exciton-polariton
dispersions that are defined in the photonic Brillouin zone (BZ), one needs to fold the free exciton
dispersion back into the photonic BZ, leading to highly degenerate excitonic bands with N -fold
near degeneracy, where N  1. Note that here due to the significant size mismatch, we neglect exciton band dispersion and assume it to be flat. The coupling between N degenerate exciton modes
and a single photon mode is described by the Tavis-Cummings Hamiltonian21 , a matrix of N + 1
dimensions:
Hk =

ωp (k)a†k ak

+

N 
X

ωX b†k,i bk,i + gi (k)a†k bk,i + gi∗ (k)b†k,i ak



(1)

i

where a†k and b†k,i are creation operators for photon and i-th exciton mode with wavevector k
and eigen-energies ωp and ωX , respectively. The coefficient gi denotes the coupling strength between the i-th exciton mode and the photon mode. As shown in Fig.1b, in the strong coupling
regime, exciton modes collectively couple to the photon mode, leading to two “bright” polariX
±
ton branches, namely the upper and lower polariton bands, with eigenvalues of E± = ωp +ω
2
q
PN
1
2+4
2
(ω
−
ω
)
p
X
i |gi | . In addition, there are N − 1 “dark” exciton modes at the original
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exciton energy ωX , residing inside the polariton gap, as they are completely decoupled from the
photon mode. The fact that the photon mode only mixes with a linear superposition of exciton
4

modes is a direct consequence of the degeneracy in exciton energies, similar to the super-radiance
phenomenon in the context of quantum electrodynamics: an ensemble of non-interacting emitters
couple to a common electromagnetic field through the formation of a collective mode22 . In general,
when an ensemble of exciton states couple to Np photon modes, the number of “bright” polariton
bands is Npolariton = Np (NX + 1), where NX is the number of non-degenerate exciton species. In
the simplest example above, NX = 1, Np = 1, and Npolariton = 2.

Next, we show how polaritonic Dirac points can be constructed by collectively coupling valley excitons in TMDs to photonic Dirac points. As a concrete example, we consider a Si3 N4 PhC
slab (n = 2.02, thickness 230 nm) with a honeycomb lattice of triangular holes (Fig.2a), which
hosts photonic Dirac points at the K/K 0 corners of the photonic BZ23 . The two degenerate photonic modes at the Dirac points can be characterized by their threefold rotation (C3 ) eigenvalues
±i2π/3
c±
. For simplicity, we further assume that the energy of the TMD valley excitons, ωK/K 0 ,
3 = e

is on-resonance with the photonic Dirac point ωp . This is not an essential simplification since a
small energy detuning will not qualitatively modify the polaritonic dispersion and the polariton
Dirac points present below will remain (see Supplementary Note). We can then represent the polariton wavefunctions using a six-component spinor Ψ = |p+ i , |K + i , K 0 + , |p− i , |K − i , K 0 −
and write down the low-energy Hamiltonian near the K point of the photonic BZ as follows:
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Here k is the wavevector measured relative to the photonic K point. |p± i are the two degenerate
photon modes at the photonic Dirac point. |K ± i and |K 0± i are the collective exciton modes formed
by K and K 0 valley excitons with eigenvalues of c±
3 , respectively. Notably, the lack of continuous
translation symmetry in PhCs gives rise to spatially varying field polarization in a photonic unit cell
(Fig.2c), which in turn, leads to different coupling strengths (|α| 6= |β|) between valley excitons
and a fixed photon mode. Moreover, neither of the valley excitons is completely decoupled from
qR
√
2 > 0, where E = (E ± iE )/ 2 is the electric
dxdy|E
|
the photon mode as |α, β| ∼
±
±
x
y
unit cell
fields of |p+ i photon mode decomposed into the circular basis. This is to be distinguished from
previous studies on semiconductor exciton-polaritons10 and TMD-PhC systems13, 24 , where neither
of these important features are presented.

In the presence of time-reversal symmetry, K and K 0 valley excitons are degenerate in energy (ωK = ωK 0 and NX = 1). Consequently, the hybridization of excitons and photons generates
2 × (1 + 1) = 4 polariton bands that are doubly degenerate, forming upper and lower polaritonic
Dirac cones at energies of E± = ωp ±

p
|α|2 + |β|2 . In addition to the four bright polariton bands,

6

there are also two dark exciton bands with no photon components. To confirm the existence of
polaritonic DPs, we calculate polaritonic band structures using FDTD method, where the TMD
monolayer is modelled as a dielectric material with Lorentz poles in its permittivity tensor ε̄¯ (see
Supplementary Note for details). The simulation result is shown in Fig.2d, which is in good agreement with the analytical result obtained from the effective Hamiltonian with the exciton-photon
coupling strength (|α| and |β|) being fitting parameters. The observed Rabi splitting between the
p
two DPs is 2 |α|2 + |β|2 = 28 meV, which is comparable to experimental results obtained in
similar settings of TMD-PhC polaritons12, 13, 25 .

Similar to DPs in two-dimensional electronic and photonic systems, the presence of polaritonic DPs are protected by the product of inversion and time-reversal symmetries. Therefore,
breaking P or T lifts the degeneracies, leading to gapped phases with distinct bulk topologies.
To break P , one can allow the two holes in a photonic unit cell to have different radii. This is
equivalent to adding a mass term mσz to the bare photonic Dirac cone, and, consequently, gapping
out both polaritonic Dirac points (Fig.3a). However, due to the presence of time-reversal symmetry, the resulting energy gaps are topologically trivial with zero Chern numbers (C), as can be
confirmed by using the C3 eigenvalues at high-symmetry k points of all bands below the energy
gaps26 : ei2πC/3 =

Q

i c3,i (Γ)c3,i (K)c3,i (K

0

), where c3,i (K) = c∗3,i (K 0 ) as required by T .

In contrast, the introduction of T -breaking perturbations by lifting the exciton valley degeneracy (ωK 6= ωK 0 and NX = 2) leads to distinct gapped energy spectrum with nontrivial
bulk topology. One method to break T is to apply a perpendicular magnetic field that induces a
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valley Zeeman splitting27–29 . Another effective approach is through valley-selective optical stark
effect, where large valley exciton energy splitting up to tens of meV has been observed experimentally even at room temperature30–32 . When T is broken, the block degeneracy in the effective Hamiltonian is lifted, and all bands hybridize together to yield 2 × (2 + 1) = 6 polaritonic
bands (Fig.3b). This is in contrast to the P −breaking case where only four polariton bands are
observed. Moreover, the presence of inversion symmetry relates the C3 eigenvalues at K and K 0 :
c3,i (K) = c3,i (K 0 ), This indicates that all the polariton bands have non-zero Chern numbers, which
can be inferred directly from the phase winding in the Hz mode profiles at K point (Fig.3c). Remarkably, the observed topological gap size of 4.1 meV induced by a TMD monolayer is at least
an order of magnitude larger than that of semiconductor quantum well exciton polaritons11 , owing
to the strong light-matter interactions in 2D TMDs. The topological phase diagrams for different
energy gaps (shaded in gray) as a function of P − and T −breaking strengths are shown in Fig.3d
and e. The distinct phase transition boundaries of the middle gap (Fig.3d) as compared to the that
of the bottom gap (Fig.3e) is due to the fact that the polariton bands above/below the middle gap
are dominated by exciton component, which are not affected by P −breaking perturbations.

Finally, we show the existence of polaritonic chiral edge states at the interfaces between a
polaritonic Chern insulator and normal insulators. To this end, we consider a supercell geometry
where a polaritonic Chern insulator is sandwiched between normal insulators that support a wide
band gap for the energy range of interest. To further enhance the topological gap size and hence the
visibility of the chiral edge states in our simulation, we increase the exciton density by considering
multiple TMD monolayers couple to the PhC slab33, 34 (the exciton-photon coupling strength and
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the resulting topological gap size is proportional to

p
Nlayer , see Supplementary Note for details).

Fig.4b shows the projected dispersion of the semi-infinite strip. Edge states emerge at both top and
bottom interfaces with their energies traversing across all the three bulk topological gaps, which
indicates the unidirectional nature of the edge modes.

Discussion

In summary, we present a practical design of exciton-polariton Chern insulators by integrating TMD monolayers onto a dielectric photonic crystal slab. Using numerical calculations with
realistic material parameters, we show large polaritonic topological gaps can be opened as a result of the strong light-matter interactions in 2D TMDs, featuring polaritonic chiral edge states
inside the topological gaps. The predicted polaritonic chiral edge states can be readily observed by
combining high quality TMD monolayers20 with low-loss dielectric PhC slabs, which may enable
novel polaritonic devices with topological protection, such as polaritonic topological lasers, isolators, circulators, and unidirectional amplifiers. The presented theoretical analysis of collective
coupling between excitons and photonic Bloch modes is applicable to a wide range of material
platforms such as quantum well microcavity exciton polaritons, and provides a comprehensive
understanding of strongly coupled light-matter systems. Finally, combining with the strong nonlinearities of excitons in TMDs16 , TMD-PhC exciton-polaritons may provide a fertile experimental
test bed to explore nonlinear and interacting topological phenomena beyond single particle level.
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5. Lu, L., Joannopoulos, J. D. & Soljačić, M. Topological photonics. Nature photonics 8, 821–
829 (2014).
6. Ozawa, T. et al. Topological photonics. Reviews of Modern Physics 91, 015006 (2019).
7. Karzig, T., Bardyn, C.-E., Lindner, N. H. & Refael, G.

Topological polaritons.

Physical Review X 5, 031001 (2015).
8. Bardyn, C.-E., Karzig, T., Refael, G. & Liew, T. C. Topological polaritons and excitons in
garden-variety systems. Physical Review B 91, 161413 (2015).
9. Nalitov, A., Solnyshkov, D. & Malpuech, G.

Polariton z topological insulator.

Physical review letters 114, 116401 (2015).
10. Yi, K. & Karzig, T. Topological polaritons from photonic dirac cones coupled to excitons in a
magnetic field. Physical Review B 93, 104303 (2016).
10

11. Klembt, S. et al. Exciton-polariton topological insulator. Nature 562, 552–556 (2018).
12. Liu, W. et al. Generation of helical topological exciton-polaritons. Science 370, 600–604
(2020).
13. Li, M. et al. Experimental observation of topological z2 exciton-polaritons in transition metal
dichalcogenide monolayers. Nature communications 12, 1–10 (2021).
14. Sun, Y. et al. Direct measurement of polariton–polariton interaction strength. Nature Physics
13, 870–875 (2017).
15. Togan, E., Lim, H.-T., Faelt, S., Wegscheider, W. & Imamoglu, A. Enhanced interactions
between dipolar polaritons. Physical review letters 121, 227402 (2018).
16. Zhang, L. et al. Van der waals heterostructure polaritons with moiré-induced nonlinearity.
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Methods

Numerical calculation of polaritonic band dispersions using finite-difference time-domain

simulations. The band structures and mode profiles are calculated using finite-different time-domain simulations in Lumerical 2021. Detailed simulation parameters are presented in Supplementary Note.
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Figure 1: Collective exciton-photon coupling in the TMD-PhC system | a. Schematics of a
TMD monolayer placed on top of a dielectric PhC slab. b. Upper (blue) and lower (red) polariton
branches arise from the collective coupling between a photon band (dashed parabola) and N -fold
degenerate exciton bands. There are also N − 1 exciton bands (shaded in gray) in the polariton gap
that are decoupled from the photon band.
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Figure 2: Polaritonic Dirac points resulting from coupling valley excitons to a photonic Dirac
point | a. Si3 N4 PhC slab with a honeycomb lattice of triangular holes (lattice constant a = 310
nm, hole radius r = 130 nm). b. Calculated photonic band structure showing a Dirac cone near
the K point. c. Decomposition of the |p+ i photon mode into two circular polarizations of E± =
√
(Ex ±iEy )/ 2. The in-equivalent distributions of |E± | implies distinct coupling strengths between
|p+ i and excitons in K/K 0 valleys. d. Exciton-photon coupling generates a pair of polaritonic
Dirac cones. White lines are the analytical results obtained from the effective Hamiltonian.
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Figure 3: Polaritonic topological phase transitions by lifting exciton valley degeneracy | a,b.
Breaking either P or T removes the degeneracies at K/K 0 , leading to gapped polaritonic band
structures with distinct bulk topology. In the P −breaking case (a), the two holes in a unit cell have
different radii (r1 = 125 nm and r2 = 135 nm). In the T −breaking case (b), the exciton energies in
K/K 0 valleys are shifted by d = ±19.7 meV with respect to ωp . c. Hz mode profiles for the third
and fourth bands at K feature opposite phase winding of ±2π. d,e. Topological phase diagrams for
the first and third bulk energy gaps (shaded in gray) exhibit different phase transition boundaries.
Yellow: C = 1; blue: C = −1; green: C = 0.
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Figure 4: | Chiral edge states at the interfaces between a polaritonic Chern insulator and
normal insulators. The normal insulators have similar design of the P −breaking case in Fig.3a,
with r1 = 75 nm and r2 = 165 nm. Further details of the super-cell setup can be found in
Supplementary Note.
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