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Abstract
An all solid-state thin film lithium ion battery has been touted the holy grail for energy
storage technology ever since the inception of the first one in 1986 by Keiichi Kanehori. Solidstate batteries provide the distinct advantage of outperforming current technology by having a
simpler composition, being easier and cheaper to manufacture, safer and having a higher theoretical gravimetric and volumetric energy density. The commercialization of this technology
however, is plagued by its own set of challenges, primarily low ionic conductivity and interfacial
stability of the solid-state electrolyte separating the anode and cathode, a small electrochemical window and sub-par mechanical properties. In the last decade considerable progress has
been made in remedying these issues with garnet-type electrolytes, especially Li7 La3 Zr2 O12
(LLZO), having emerged the leading contender. This has prompted renewed effects into the
field of solid-state ionic’s and maximizing the ionic conductivity of LLZO by modifying its
properties, primarily by means of doping with a varying degree of success. Carving a clear
road ahead requires an in-depth understanding of the origin of the high Li+ ion conductivity,
the primary means of investigating which is by first-principle methods. In this term paper we
try to gain insight into the origin of mechanisms at play that drive the collective migration
of Li+ ions in LLZO using a first-principles approach, to gain a deeper understanding and
appreciation for optimizing its properties for use in next-generation energy storage systems.

Introduction
Solid-state lithium-ion batteries are expected to overtake conventional ones sometime within
the next decade, primarily due to the extensive research being done to overcome safety limitations with conventional liquid electrolyte based cells. [1] [2] These can be broadly classified into
organic; usually based on polymer electrolytes, or inorganic like those based on ceramic materials. [1] Among ceramics, there has been particular interest in ”fast lithium-ion conductors”
which are materials that while being electrical insulators can effectively conduct ions. [1] [2]
Garnets are a specific class of ceramic orthosilicates having the general molecular formula
A3 B2 (SiO4 )3 , where A is a 8-fold coordinated site and B is a 6-fold coordinated site. When
the silicon atoms in such a structure are replaced by lithium atoms the resulting structure
is termed a lithium garnet. [2] Furthermore, it is possible to increase the lithium content per
unit to more than 3 by manipulating the valencies of the A and B atoms. [2] These ”stuffed
lithium garnets” (Li+ > 3 → 7) are usually exponentially faster lithium-ion conductors and
IV
[1] [2] [3]
maximally stuffed ones have the general formula Li7 AIII
3 B2 O12 .
Among these Li7 La3 Zr2 O12 (LLZO) has emerged as the most promising candidate. [1] [2]
Found to exist in two different polymorphs, cubic (c − LLZO) and tetragonal (t − LLZO),
the cubic phase exhibits extremely high ionic conductivity (10−4 S − 10−3 S), and stability
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Figure 1: (a) The c − LLZO unit cell and showing the coordination polyhedra around the Li1 and
Li2 sites. [7] (b) The Li+ loop structures constructed in c − LLZO with the occupancy values (g)
indicated. [7] (c) 3D network of lithium conduction pathways proposed by Awaka et al. [7]
against a lithium metal anode compared to the tetragonal phase (10−8 S − 10−6 S) , while
being extremely cost effective to manufacture. [1] [2] [3] Studies have also shown that the desired
high conductivity c − LLZO is stabilized by the presence of trace amounts of aluminium ions,
accidentally introduced by diffusion from the alumina crucibles used for sintering. [2] [4] This has
warranted great interest in optimizing the stability and conductivity of c − LLZO, primarily
by varying its dopant composition. [1] [2] Consequently, it is imperative that the underlying
mechanism of lithium ion migration within the lattice be unravelled and understood, this is
where first-principle methods like molecular dynamics (M D) and nudged elastic band (N EB)
light a path forward. [5] [6] By understanding interactions of the mobile lithium ions with the
rest of the lattice, it becomes easier to pinpoint the reason for migration and therefore modify it
to our benefit. [5] These methods also help us make theoretical predictions about modifications
to the system that can be corroborated by experiment. [6] In this term paper we take a brief
look at applying such methods to understand the origin of the observed ionic conductivity in
c − LLZO and modifications to the structure that may help us optimize its properties.

Structure of Cubic Li7La3Zr2O12
LLZO exhibits two stable polymorphs, a cubic and tetragonal phase. [2] [8] The cubic phase
exhibits a higher ionic conductivity compared to the tetragonal phase, therefore is of greater
interest. [1] [2] Throughout this discussion, unless explicitly specified we will focus our attention on the cubic phase. The cubic phase has a space group Ia3̄d and a lattice constant
a = 12.9827Å but can vary anywhere from ∼ 12 − 13Å depending on doping and its concentration. [2] [9] Neutron diffraction studies have confirmed that the Li+ ions occupy three distinct
kinds of lattice sites, 24 tetrahedral (24d), 48 octahedral (48g) and 96 off-centre octahedral
(96h). [1] [2] [7] These sites are face-shared and form a 3D network. [7] The cubic phase also exhibits a disordered Li+ ion distribution with 56 Li+ ions in each unit cell and presence of
empty tetrahedral and octahedral sites. [7] Figure 1 shows a c − LLZO unit cell showing the
different possible Li+ ion occupation sites. [7] This reported disordering and the presence of
unoccupied lithium sites play a key role in conduction. [6] [7] [9] It has also been observed that
some octahedral sites have a lower occupancy compared to others due to close proximity to
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Figure 2: (a) Schematic representation of the energy barrier profiles in the case of single-ion
migration and multi-ion concerted migration. [6]
each other 1.6Å causing coulombic repulsion. [1] [6] [7] The Li+ ions can occupy principally 48 of
the 96 distorted octahedral sites. [6] [7] Occupancy of the total population of ions is distributed
roughly tetrahedral (40%) and octahedral (60%) in their lowest potential energy configuration,
showing a slight preference for the octahedral (48g/96h) sites. [6]

Migration Mechanism & Kinetics
The migration of Li+ ions is the primary phenomenon responsible for the observed high conductivity of c − LLZO compared to other solid state electrolytes. [2] [5] [6] However, the actual
mechanism of migration is still a matter of great debate amongst researchers. [5] [6] This interest
in unravelling this mechanism was sparked by the determination of the crystal structure of
c − LLZO by Awaka et al, who proposed a possible migration pathway for the Li+ ions as
can be seen in Figure 1. [7] Since then numerous studies have been conducted on mapping the
energy landscape and feasibility of various ion migration pathways in such a structure. [1] [5] [6] [9]
He et al, used ab-initio molecular dynamics (AIM D) simulations to study the energy landscape of possible Li+ ion migration pathways in solid state electrolytes, primarily c−LLZO. [6]
The proposed mechanism that he simulates is the concerted migration of Li+ ions in the structure through pathways composed of face-connected tetrahedral and octahedral sites as can be
seen in Figure 3. [6] The N EB simulated activation barrier for such a mechanism ∼ 0.26 eV is
also in much better agreement with experimental results ∼ 0.3 eV , compared to the 0.58 eV
diffusion barrier predicted for single ion hops as seen in Figure 3. [6] The disordered lithium
ion distribution also stipulates the existence of multiple ion migration pathways and Li+ ion
configurations, this was accounted for by performing multiple AIM D simulations with different initial ion configurations which are also in close agreement with these results. [6] Therefore,
local environment of the migrating ions has an effect on the activation barrier, however these
effects are not large enough to change the migration mechanism underneath. [6] This analysis
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Figure 3: (a) The structure of c − LLZO and the spatial energy profile of the migration pathways
in the unit cell as mapped out by the occupancy probability of the mobile Li+ ions in the AIM D
simulation from high energy sites to low energy sites. [6] The Li+ ions in the unit section (T − O − T )
comprising the migration pathway are shown in detail. [6] (b) A schematic representation of the
migration process and the calculated energy barrier profile using N EB for both concerted multi-ion
migration and single-ion migration. [6] One can clearly observe a flatter energy profile for multi-ion
concerted migration. [6] (c) The potential energy of the structural framework at the high energy
sites. [6] The energy profile of the multi-ion migration calculated for profile a and b. [6] The barrier
as a function of the coulomb interaction strength K for landscape a and b. [6]
also reveals that a classical diffusion based model, as seen in Figure 3 and 4, is ineffective
in explaining the observed low activation barrier, and that it is the collective effect of strong
mobile-ion interactions; primarily coulombic; combined with the partial occupation of high
energy sites; primarily octahedral (48g) and distorted octahedral (96h) sites by excess Li+
ions in stuffed garnets, which results in multi-ion diffusion being the favoured mechanism. [1] [6]
High energy sites also have locally flatter energy landscapes due to the fact that during concerted migration high energy ions migrate downhill which offsets the energy cost of the ions
migrating uphill. [1] [6] This facilitates easier movement of Li+ ions, as is observed in the AIM D
simulations. [6] This results in an elongated spatial occupation density of Li+ ions, as can be
seen in Figure 3, allowing for easier Li+ ion hopping and facilitating multi-ion migration. [6]
This mechanism provides us a theoretical basis for designing better Li+ ion conductors. [6] By
inserting mobile Li+ ions into high energy sites, the energy landscape of the migration pathways can be manipulated; allowing the ions to migrate more freely. [1] [6] This will facilitate
concerted multi-ion migration over single-ion diffusion mediated conduction which is energetically unfavourable. [6] Another strategy that can be employed to manipulate the energy
landscape of the electrolyte is addition of dopant atoms which are usually heavier, less mobile
and greatly modify the energy landscape of the migrating ions. [6] Such a framework will allow
the targeted optimization allowing us to design electrolytes with higher conductivities at room
temperature. [1]

4

Conclusion
In this term paper we looked at AIM D studies that propose a possible model for the underlying
mechanism of Li+ ion migration in c − LLZO. From the presented results and their agreement
with experimental evidence it is reasonable to conclude that the primary cause for the observed
high ionic conductivity in c − LLZO is the concerted multi-ion migration of lithium through
pathways stabilized by low activation barriers, mobile-ion coulombic interactions and ionlattice coulombic interactions. [1] [6] N EB studies of the multiple possible Li+ ion configurations
also point to a significantly lowered migration activation barrier, the cause of which is pointed
to the downhill migration (O → T ) of the Li+ ions in high energy lattice sites compensating for
the required activation energy for uphill migration (T → O) of Li+ ions at low energy lattice
sites. [6] This results in an overall flatter energy landscape, than would be predicted by singleion diffusion mediated migration. [6] This makes it easier for excess lithium ions in the lattice
to move through the migration pathways, explaining the comparatively high experimental
ionic conductivity. [6] Such a model provides us with the theoretical basis for the observed
phenomenon and a targeted approach to optimizing the behaviour of these materials. [1] [6] This
will prove to be an indispensable tool for further study on the various possible approaches to
making this technology a commercial reality. [1]
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