Pseudo-4D view of the growth and form of locked eutectic colonies
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Abstract
We investigate solidification of an Al-Cu alloy as a model system to understand the emergence of patterns (such as lamellar, rod and maze-like) within eutectic colonies. To uncover
the morphological transitions in situ and in 3D, we introduce here a new synchrotron-based
procedure termed pseudo-4D X-ray imaging. Our method simultaneously maximizes the
temporal (200 ms) and spatial resolution (0.692 µm2 /pixel) over that of traditional imaging
approaches. The wealth of information obtained from this procedure enables us to visualize
the development of a crystallographically ‘locked’ eutectic microstructure in the presence
of thermosolutal convection. This data provides direct insight into the mechanism of the
lamella-to-rod transition as the eutectic accommodates fluctuations in interfacial composition and growth velocity. We offer evidence to show that this transition is diffusive. It
is brought about by impurity-driven forces acting on the solid-solid-liquid trijunction that
must overcome the stiffness of the solid-solid interfaces. Our pseudo-4D imaging strategy
holds broad appeal to the solidification science community, as it can overcome the space-time
trade-off in conventional in situ X-ray microtomography.
Keywords: Eutectic solidification, X-ray synchrotron radiation, 4D tomography,
Solidification microstructures, Anisotropy
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1. Introduction
Eutectics exhibit outstanding mechanical and electrical properties because their polyphase
microstructures act as natural or in situ composite materials [1, 2, 3]. The microstructures
of eutectics oftentimes show a structural hierarchy in the nanometer to micrometer regime,
which arises during solidification. As the eutectic grows into the undercooled liquid, the
interdiffusion between the solid phases at the duplex growth front leads to spacing selection
[4, 5]. Based on a stability analysis, Datye and Langer [6] showed that the eutectic will
self-organize into a variety of steady-state, tilted, and oscillating structures. These solid
phases may, in turn, be arranged in cells or colonies, a type of long wavelength instability.
The length-scale of the cells is typically 10-100× that of the lamellar spacing [7].
Cells form due to the presence of a third chemical component (so-called impurity), which
induces a Mullins-Sekerka-type instability at the growth front [8, 9]. Provided the partition
coefficient is below unity, the rejected impurity species will pile up at the eutectic-liquid
interface. Above a critical ratio of G/V where G is the thermal gradient and V is the
growth velocity, the constitutional undercooling will render the interface unstable. In this
scenario, the interface will form a protrusion leading to the rejection of impurity laterally and
accumulation of impurity around the protrusion [7, 10, 11, 12, 13]. Technologically, eutectic
solidification usually occurs in the presence of trace elements or impurities [14, 15, 16]; thus,
solidification along a univariant pathway warrants further consideration.
Based on observations of solidification in organic eutectics, Trivedi has developed a morphological taxonomy of this long-wavelength instability [17]. Two-phase cellular or dendritic
microstructures are common microstructures observed during non-planar solidification, including that of eutectics. These morphologies can begin as shallow, low-amplitude cells, i.e.,
“fan” or “needle”-shaped colonies, at growth rates just above the critical velocity. The former
shows a fanning of lamellae at the eutectic-liquid interfaces whereas the needle colonies are
aligned in a specific direction even if there is a macroscopic eutectic-liquid interfacial curvature. At higher velocities, deep cells termed cellular dendrites can form [18]. Such two-phase
dendrites assume a nearly parabolic shape, which is similar to that of a single-phase dendrite
tip, hence the name [17]. Somewhat akin to single-phase dendrites, the lamellae in eutectic dendrites may be arranged in primary and secondary branches, which are not collinear.
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These microstructures can be further understood as eutectic grains, where each grain is
composed of crystals interlocked in a unique crystallographic orientation [19, 20]. The interphase anisotropy can influence colony microstructure such that the eutectic lamellae within
a particular colony can become “locked” on a preferred crystallographic orientation and thus
tilted with respect to the thermal gradient [21, 22, 23, 24].
The 3D structure of eutectic cells has been debated since the 1960s [4, 25, 26] to present
day [27, 28, 29]. A confounding issue is that investigators lacked suitable (i.e., 3D spaceand time-resolved) measurements on the growth dynamics of eutectic colonies, as will be
elaborated on below. Generally, past studies report a lamellar or rod-like microstructure
or a coexistence of these two morphologies within eutectic colonies. Perhaps the earliest
proposal is that one morphology is favored based strictly on the volume fraction of the
minor phase [4]. That is, minimization of the interphase boundary energy (i.e., between
solid phases) leads to a critical volume fraction below which rods are expected. This model
utilizes the competitive growth principle, wherein selection of morphology is determined by
which has the higher interface temperature under steady-state conditions. Recent extensions
to this approach account also for the possibility of a coexistence between rods and lamellae
[30] but do not predict where in the eutectic microstructure rods or lamellae may be found
nor how the rods may transition into lamellae and vice versa. According to Chadwick [25],
rods should be located preferentially at the edges of the eutectic colonies (Fig. 1(a)). From
earlier, during growth, the cells in the eutectic-liquid interface reject impurity into the melt
laterally and thus one would envision a higher concentration of impurity at the colony edges
than center. Assuming the partition coefficients of the impurity in the solid phases are
different (and below unity), the equilibrium temperatures of the two phases will be different
and hence one phase (α) will grow ahead of the other (β). Let us assume also that the imposed
G/V is such that the depressed β phase is locally constitutionally supercooled. If, by chance,
a rod-like protrusion forms at the β-liquid interface, then this protrusion will be stabilized
just like a cellular structure is stabilized [25]. The protrusion will reject solute radially, which
then incorporates into the α phase. That is, the protrusion of β will be surrounded by a
matrix of α. Hunt [26] questioned this proposal, arguing that rods may not necessarily form
at the edges of the colony. Instead, rods may be produced any time lamellae are forced to
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accommodate the curvature of the eutectic-liquid interfaces in a eutectic cell (Fig. 1(b)).
That is, a lamellar structure is formed when the eutectic grows with a low interphase energy
between the lamellae, and rods are produced when the local growth direction (indicated by
the arrows in Fig. 1(b)) is furthest from this low energy, lamellar plane. The curvature of
the cell causes rod formation away from the lamellae by Cahn’s rule [6, 13]. In this view,
the area fraction of rods depends on the interfacial curvature and the volume ratio of the
two eutectic phases.
In order to make sense of these mechanisms, we rely on experiments that capture the
evolution of microstructure in eutectic colonies. To this end, full-field synchrotron-based
X-ray imaging has opened a paradigm shift in solidification science, allowing us to visualize
transient microstructural dynamics in optically opaque materials [31, 32, 33, 34, 35]. The
traditional imaging strategy for dynamic in situ 4D (i.e., 3D space plus time) computed
tomography (CT) experiments is to collect a series of forward transmitted X-ray projections
whilst the sample is continuously rotated [36]; a sequence of projections from a 180° rotation
is used to reconstruct successive volumes that show the microstructure formation in 4D
[37, 38]. In such experiments, there is a fundamental trade-off between the spatial and
temporal resolutions. That is, improving temporal resolution by reducing the number of
projections or the exposure time of the camera leads to severe aliasing artifacts in the 3D
reconstructions. Until now, the solidification dynamics of a regular eutectic (on the scale of
the lamellar spacing) has been difficult to probe with 4D CT. This is because of the rapid
growth velocity (on the order of tens of µm/s) and vanishingly small crystal dimensions (on
the order of single µm). Regarding the former, the eutectic-liquid interfaces would have
advanced over 600 µm within a time interval of 1 min, assuming a modest undercooling of
0.3 °C for an Al-Al2 Cu eutectic. This growth velocity is prohibitively fast for any meaningful
analysis of the solidification dynamics via 4D CT in the conventional approach. Here, we
implement a novel imaging strategy termed “pseudo-4D imaging” that circumvents the above
challenges. We achieve the highest reported temporal and spatial resolutions for 4D CT,
see Fig. 2. We do this by digitally fusing data from two synchrotron-based experiments
conducted in series, namely, X-radiography and X-ray tomography. In situ X-radiography
(videomicroscopy) reveals the evolution of solid-liquid interfaces. Following solidification,
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ex situ X-ray tomography provides insight on the solid-solid interfaces in 3D.
In this paper, we invoke our new imaging procedure to gain insight on the detailed dynamics of pattern formation in metallic eutectic colonies. As alluded to above, our studies
are focused on a eutectic between α-Al and θ-Al2 Cu, for which there is a test bed of information in the literature including the scaling relations between velocity, undercooling, and
lamellar spacing [4, 39, 40, 41, 42, 43, 44]; the orientation relations, defined by a pair of
parallel crystallographic planes and parallel directions within those planes [24, 45, 46]; and
the crystallographic anisotropy of the solid-solid interfaces [47, 48, 49, 50, 51, 52, 53]. We
show the dynamic microstructural adjustment mechanisms within Al-Al2 Cu eutectic colonies
under the influence of thermosolutal convection. Our real-time observations paint a clear
picture on the mechanism of the lamella-to-rod transition in cells, as the eutectic accommodates changes in interfacial composition and growth velocity. With this information, we
can test the predictions of existing theories. We observe a coplanar transition from a single
lamella to multiple rods that is unlike previous models by Chadwick [11], Hunt [26], and
others [4, 10, 30]. The transition reflects a competition between two opposing factors, an
impurity-induced motion of the solid-solid-liquid trijunctions and an immobility of particular
solid-solid interfaces. Our results reveal also an additional orientation relationship (OR) and
a particular solid-solid interface within this OR that remains “locked” in eutectic solidification. We justify the existence of the latter by drawing upon Kraft’s “puckered” interface
density description, which allows us to determine a minimum misfit between the two phases
[47]. Our results provide the benchmark data to validate simulations (e.g., phase field) of
microstructure evolution along a univariant solidification pathway in the face of thermosolutal convection and an anisotropy in solid-solid interface energy. Both factors are the norm
and not the exception in solidification of technologically relevant eutectics.
2. Methods
For the subsequent experiments, we used an Al-33wt%Cu alloy, corresponding to the
eutectic composition in the Al-Cu system. The sample was cast at the Materials Preparation Center at Ames Laboratory (Ames, IA, USA) with high purity Al (99.99%) and Cu
(99.99%). We confirmed the composition of the cast ingot via inductively coupled plasma
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mass spectrometry (ICP-MS), see Table S1. Further analysis via atom probe tomography
(APT) on the sample solidified at the beamline revealed the presence of trace B, see Sec. 3.2.
We prepared the sample in the shape of a 30 µm thin foil by mechanically sectioning and
polishing with 1200 grit SiC metallurgical paper. The foils were ultrasonically cleaned in
isopropanol, sandwiched between two 0.2 mm quartz slides, and then secured with boron nitride paste following the approach used in Refs. [54, 55, 56], see Fig. S1(a-b) for additional
details.
We conducted our experiments at sector 2-BM of Argonne National Laboratory’s Advanced Photon Source (Lemont, IL, USA). The synchrotron beamline is equipped with a
resistive furnace, described elsewhere [55, 56, 57, 58, 59, 60]. We calibrated the temperature
at the sample position with a thermocouple prior to the experiment. We then raised the
furnace temperature to 560 °C (above the eutectic temperature of 548 °C) and held it there
for 5 min. before cooling at a rate of 0.5 °C/min. for a total scan duration of 30 min.
As mentioned in Sec. 1, we first conducted an in situ X-radiography scan (at temperature) to retrieve the position of the eutectic-liquid interface as solidification progresses across
the field-of-view (FOV). Then, we performed an ex situ CT scan to resolve the solid-solid
interfaces in 3D. Refs. [61, 62] have used these techniques in series to estimate interfacial
velocities and determine bulk microstructure zones in ceramic freezing experiments; the distinguishing feature in our work is that we have fused the datasets to obtain a cohesive picture
of the solidification process (Fig. 2). A monochromatic X-ray beam operating at 20 keV
was focused onto our sample and X-rays were converted to visible light using a 25 µm thick
LuAG:Ce scintillator. These digital images were collected using a FLIR Oryx CCD with a 5×
magnifying objective lens, yielding pixel sizes of 0.692 µm2 within a FOV of 1689×1413 µm2 .
X-radiographs (or projection images) were acquired for approximately 30 min. with an exposure of 200 ms, see Video V1 for the time interval spanning eutectic growth. The collected
images were processed in MATLAB [63] to enhance the attenuation contrast between the
solid and liquid phases, and hence delineate the eutectic-liquid interface. More specifically,
we first normalized each image (corresponding to a distinct timestep) to remove detector
artifacts, also referred to as flat-field correction [64, 65]. This was accomplished by using a
pixel-by-pixel division operation between two successive images, namely, a frame of inter6

est and a background frame [55, 56, 66]. Then, we limited the range of the pixel intensity
values to four standard deviations from the mean to adjust for random dead pixels on the
detector. Direct segmentation of these simply processed radiographs was nontrivial due to
random noise and minimal contrast between phases. After some trial-and-error, we found
success by performing two additional operations: we applied a non-local means filter [63]
to the normalized frame to remove speckle noise while preserving edges; furthermore, we
summed 100 normalized and filtered images to yield a single image (a technique commonly
employed in visible light photography to reduce noise in astroimages). Stated differently,
each pixel in the resulting, stacked image can be described as the sum of the pixels in the
same spatial location within each image in the set of 100 images. This procedure improved
image quality significantly (refer to Video V2). We then utilized Zeiss Zen Blue 3.1 with
the Intellesis deep learning module [67, 68] to perform semantic segmentation, a pixel-based
machine learning method, to identify the eutectic-liquid interface in the processed images.
For this purpose, we supplied one dozen carefully and manually segmented images as training
data. After training, the model was capable of tracing the eutectic-liquid interface, albeit
with some residual noise (i.e., the interface was jagged and it also overlapped with interfaces
in neighboring frames, two features that are unphysical). We overcame this lack of definition by applying an average filter along both spatial axes of all eutectic-liquid interfaces in
combination to create smooth, non-overlapping interfaces at each timestep. Fig. S1(c-e)
summarizes the data processing steps.
For the same foil sample, following eutectic solidification, we acquired an ex situ X-ray
tomogram. We imaged the same FOV as in the above X-radiography experiment over a full
360° rotation, with a pixel size of 0.692 µm2 , a total of 3000 projections, and an exposure
of 200 ms. We used TomoPy [69], a Python-based open source framework for the analysis
of tomographic data, to reconstruct the volume. Although it may appear to be redundant,
collecting images over a span of 360° provided clarity on the as-solidified microstructure: the
pairs of mirror images doubled the supplied projections for reconstruction and hence reduced
detector noise. Within TomoPy, we first normalized the X-ray projections by the dark-field
and white-field images. Normalization alone was not sufficient to correct for “ring”-shaped
artifacts, which are typically caused by a combination of dead pixels in the CCD as well
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as beam instabilities. Such artifacts were corrected here via a combination of algorithms
in Ref. [70]. After normalization and artifact removal, the data were reconstructed via the
Gridrec algorithm [71], which is a direct Fourier-based method. Further details can be found
in Ref. [69] and the references therein.
We digitally fused the two results to obtain a pseudo-4D view of the solidification process, see Fig. 3 for a sketch. We interpolated the spatial location of the eutectic-liquid
interface onto the tomographic data, assuming there is no tilt of the interface in the direction of the X-ray beam (discussed later in Sec. 3.5). Video V3 shows the resulting
transverse cross-sectional views. To our advantage, the two sample frames of reference are
nearly equivalent such that this mapping is straightforward. We confirmed equivalence of
the FOV between the two experiments by registering the data [63] and determining a <2 µm
translation in the plane of the detector. Our procedure is a significant improvement over traditional 4D X-ray tomography (Fig. 2). In principle, the temporal resolution in pseudo-4D
imaging is limited only by the frame rate of the camera. In addition, our imaging strategy
eliminates the influence of convection caused by a centripetal acceleration of the sample
during continuous rotation.
After the synchrotron experiment, we sought to analyze the same sample further via
electron microscopy at our home institution, with a focus on the crystallographic orientation
of the eutectic solid-solid interfaces. We removed the sample from the quartz slides and
mechanically polished it with 1200 grit SiC metallurgical paper; next, we ion polished with
Xe plasma to achieve a smooth surface for electron backscatter diffraction (EBSD). We
collected Kikuchi patterns from a 196×196 µm2 region of the as-solidified microstructure,
using a step size of 0.5 µm in a hexagonal grid. To align the EBSD frame of reference with
the X-ray frame of reference, we used an affine transformation such that the lamellae in both
sets of images are oriented similarly, see Fig. S2.
By combining the X-ray and EBSD data, we can transform orientational data from
the specimen (s) frame to the crystallographic (c) frame. Denoting the crystal symmetry
operators as T (obtained from Refs. [72, 73, 74]), and the orientation matrix of a given
phase as g (determined via EBSD), we can rotate the normal vectors n̂ of the solid-solid
interfaces in s (calculated from the tomographic data) to crystal directions in c according
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to n̂c = T g n̂s [75, 76]. This analysis is critical to deduce the crystal orientation of the
solid-solid interfaces. That said, it is only applicable for a single crystal, in which case g
takes on a unique form. We will later prove this to be true in Section 3.4, i.e., the Al-Al2 Cu
eutectic consists of two interpenetrating single crystals.
We further deduced the interfacial chemistry of the Al-Al2 Cu phase boundary with the
aid of atom probe tomography (APT) [77]. The APT tips were prepared by focused ion
beam (FIB) milling using a Helios G4 Plasma FIB UXe (ThermoFisher Scientific, Hillsboro,
OR). The region of interest was selected from the foil after solidification at the beamline to
be near an area of larger average lamellar spacing (corresponding to lower growth velocity as
discussed later in Sec. 3.2); it was first protected from FIB damage by capping the surface
with several hundred nm thick Pt deposited using the electron beam at 2 kV accelerating
voltage. A thicker layer of W was deposited on top of the Pt layer using the Xe ion beam at
12 kV accelerating voltage. FIB cuts were made at ±30◦ normal to the surface using 30 kV
Xe ions to produce a triangle shaped bar. The bar was extracted from the sample surface
using a W manipulator needle and transferred to Mo posts. The Mo posts were cut into
a standard 3 mm Mo TEM half-grid by FIB milling. The pieces of the bar were attached
to the tops of the Mo posts using W deposited at 30 kV accelerating voltage. The posts
were sharpened to points using a series of annular milling patterns at 30 kV accelerating
voltage. Final tip polishing was performed with a circular pattern at 5 kV accelerating
voltage. The atom probe tips were analyzed in a LEAP 5000X HR local electrode atom
probe (LEAP) (Cameca Instruments Inc., Madison, WI). The specimen tip was run in laser
pulsed mode using a pulse energy of 100 pJ per pulse at 125 kHz pulse repetition rate. The tip
temperature was 25 K and the average detection rate for the experiment was 0.5% ions/pulse.
The analyzed volume was reconstructed using the IVAS module within APSuite 6.1.0.26
(Cameca Instruments Inc., Madison, WI). The tip profile reconstruction method was used
to reconstruct the dataset according to a high resolution SEM image of the sharpened tip
acquired just prior to collecting the dataset. See Fig. S3 for additional details.

9

3. Results and discussion
3.1. Analysis of pseudo-4D data
By examining the X-radiography data, we see the eutectic-liquid interface exhibits an
oscillatory velocity. See Fig. 4(a), Fig. 5(a), and Video V1. A wealth of information can
be quantified from this image stream. We begin with the velocity V of the eutectic-liquid
interface as it propagates along the positive y direction (i.e., antiparallel to gravity). We
calculated V by fitting a second degree polynomial to each eutectic-liquid interface, and
taking the derivative of the interfacial displacement in the y direction. The average velocity
of the eutectic-liquid interface oscillates between 3 to 9 µm/s for upwards of 4 periods within
the FOV. The uncertainty in Fig. 5(a) represents the standard deviation of the calculated
velocity. We also quantified the maximum curvature κ within the projected eutectic-liquid
interface. We compute κ in a somewhat similar manner to V , by fitting polygons to the
points on the line, and then calculating the analytical curvature from the polygons [78]. The
maximum curvature for a given time-step varies from 0.04 to 0.08 µm−1 (absolute values,
see Fig. 5(b)). We take the error range as the 10 to 90 percentile. Finally, we determined
the thermal gradient along the y direction, by taking into account the cooling rate and
the amount of time for the growth front to propagate vertically across the FOV, see also
Refs. [79, 80]. Ultimately, we find the thermal gradient is on the order of 1 K/mm.
As noted in Sec. 2, the spatial location of growth front can be mapped onto the tomographic volume to capture the development of two-phase microstructure within the eutectic-liquid
interface (Fig. 4(b)). We now have two complementary perspectives of the solidification
process, one from a side view (corresponding to the detector plane) and the other from a
bird’s eye view (corresponding to the transverse cross-section). This provides access into a
number of key microstructural attributes by way of the pseudo-4D reconstruction, beyond
the curvatures and velocities of the eutectic-liquid interfaces. They include the lamellar
spacing, area fraction of phases within the eutectic-liquid interface, and area fraction of Al
rods. We determined the time-dependant average eutectic spacing (Fig. 5(c)) from the
image autocorrelation on these transverse cross-sections [81, 82, 28], see Fig. S4. Peaks in
the image autocorrelation are diffuse and provide real-space information on periodicity of
microstructure. We derived so-called “primary” and “secondary” eutectic spacings as the
10

next-nearest peak from the center along two corresponding lamellae directions and approximate the error as 0.5 µm. We determined also the area fraction of the eutectic phases after
segmentation (Fig. 5(d)). We selected an adaptive threshold [63] with sensitivity of 0.57,
which yielded a reasonable segmentation upon visual inspection and also the expected phase
fractions for this alloy (47% Al2 Cu, by volume) [41]. Finally, we found the area fraction of
Al rods (Fig. 5(e)) by applying a morphological criteria based on eccentricity and solidity [63] of connected components in the segmented, transverse cross-section. We selected a
threshold of 0.9 for eccentricity (note line segments have an eccentricity of 1 while circles
have an eccentricity of 0) and a threshold of 0.8 for solidity (convex shapes like circles have
a solidity of 1). A connected component on the eutectic-liquid interface must have eccentricity less than and solidity greater than these values to classify as a rod. The reported
fractional value represents the area fraction of Al that satisfies the criteria. We quantified
the variation in area fraction and area fraction of Al rods across the transverse cross-sections
using a series of overlapping windowed subsections: each window is 69 µm wide with an
incremental step size of 6.9 µm along x for a total of 180 windows. Despite the fact that the
two eutectic phases have nearly equal area fractions (Fig. 5(d)), there is still a significant
fraction of rods. This result is consistent with phase field simulations that depict a family
of periodic and disordered configurations “in between” rods and lamellae [83]. We report
in Fig. 5(d-e) the maximum and minimum average values of the windowed subsections as
the corresponding error (grey bands). All results shown in Fig. 5 have been smoothed with
windowed polynomial fits for clarity.
The velocity evolves out-of-phase with other measured attributes. That is, an increase in
eutectic-liquid velocity corresponds to a decrease in the maximum eutectic-liquid curvature,
average lamellar spacing, area fraction of Al2 Cu, and area fraction of Al rods. We observe
the converse for decreasing velocity. We next discuss the underlying source of these trends.
3.2. Origin of cells and their oscillatory velocity
We begin by analyzing the APT dataset, which consisted of approximately 10 million
ions and contained an Al-Al2 Cu interface. The atoms detected within the reconstruction
were Al, Cu, O, N, B, Xe. H was detected in the reconstructed volume but will not be
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considered in this analysis due to the uncertainty of the true H concentration in the sample
compared to background levels in the UHV vacuum chamber. The Xe ions likely originated
from implantation during FIB milling of the tip and are also not considered for futher analysis. The interface separating the Al from the Al2 Cu phase was identified using a 10.0 at%
Cu iso-concentration surface. The reconstructed view of the interface is shown in Fig. 6(a).
The composition profile across the interface was measured using a proximity histogram [84]
based on the Cu iso-concentration surface. A step size of 0.01 nm was used to generate
the profiles which were then smoothed using a 0.5 nm moving average function. The resulting composition profiles for Al, Cu, and B are shown in Fig. 6(b). The compositions
profiles of the Al and Al2 Cu are not flat. Within the Al phase, the Al content becomes
enriched closer to the interface and the Cu is correspondingly depleted. Within the Al2 Cu
phase, the Al profile shows a depletion near the interface and a corresponding increase in Cu
concentration. These profiles suggest some solid-state growth of the Al2 Cu phase following
eutectic solidification. The exact shape of the composition profile is likely due to a combination of diffusion-controlled growth and varying equilibrium phase fractions upon cooling, see
Fig. S5. Examination of the B concentration shows a peak located approximately 10 nm
from the Al/Al2 Cu interface with almost zero B detected on the Al side of the interface.
This can be explained by the B being segregated at the Al-Al2 Cu interface during eutectic
solidification and then becoming trapped while the Al2 Cu phase boundary shifted during
diffusional growth. N and O were also measured in the composition profile and both N and
O were observed to partition slightly to the Al2 Cu phase, however interfacial segregation
was not apparent.
The observed eutectic cells in Figs. 3-4 are evidence of the morphological instability
induced by the constitutional undercooling of an impurity species, which we determine as
B from the above analysis of the interfacial chemistry. The suspected B likely originated
from the BN paste used to secure the foil and quartz assembly, where the BN and molten
Al will react to liberate B into the melt [85]. At 548 °C, it is expected that B would diffuse
quickly through the thin, molten sample (the characteristic diffusion time is only 5 s in a
sample of thickness 30 µm), relative to the 30 min. duration of the experiment, following a
similar analysis done in Ref. [60]. As a cross-check, we solidified Al-Al2 Cu eutectics with and
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without the BN; the results in Fig. S6 show dramatically different microstructures, which
supports the idea of an underlying chemical effect. Accordingly, a planar interface will break
down into an array of cells when the eutectic-liquid velocity exceeds a critical velocity, Vc .
The latter can be calculated using the following relationship [10, 14], Vc = Gkc D/ml Co (kc −
1). In our experiments, we take the values of thermal gradient (G), solute (B) partition
coefficient (kc ), solute diffusivity in the liquid (D), slope of the liquidus line (ml ), and
solute composition (Co ) to be 0.001 67 °C/µm, 0.08, 4500 µm2 /s [86], −13.6 °C/at%, and
10−1 -10−2 at%, respectively.1 We find Vc lies in the range 0.5 -5 µm/s, which is in line with
the order-of-magnitude of our experimentally observed velocities (Fig. 5(a)). Technically
speaking, the above equation applies for an established and steady impurity boundary layer,
while in our case transient conditions prevail. Nevertheless, others [88] have used the above
equation to compute Vc during an initial transient, without loss of generality.
The observed variation of the eutectic-liquid interface velocity in time suggests an unsteady impurity concentration field ahead of the solidification front. Note that fluid flow is
otherwise negligible in binary eutectic alloys since the solute boundary layer, on the order of
the lamellar spacing, is smaller than the fluid boundary layer, as noted in Ref. [89]. Instead,
the instability arises due to thermosolutal convection of trace B in univariant solidification,
and namely, cycles of B pile-up and convection away from the eutectic-liquid interfaces. The
layer of rejected B at the eutectic-liquid interface (for kc < 1, see above) is unstable and
subject to buoyancy forces (B is lighter than the Al-Cu melt). This buoyancy force will
overcome the fluid inertia and result in thermosolutal convection of B upwards (i.e., antiparallel to gravity) thereby disturbing the impurity boundary layer. In this configuration,
the temperature gradient will have a stabilizing influence only when the thermal Rayleigh
number (denoted Ra, with a length-scale dependence based on D/V ) is much greater than
10, according to a theoretical treatment [90]. We calculate Ra = (gβG/να)(D/V )3 ≈ 0.001
where g is the acceleration of gravity, β is the thermal coefficient of expansion of the melt,
ν is kinematic viscosity, and α is the thermal diffusivity of the melt. The values of the last
three parameters are given in Ref. [91] as 1.4 × 10−4 1/°C, 8 × 105 µm2 /s, and 3 × 107 µm2 /s,
1

The quantities kc , ml , and D are not known for the ternary Al-Al2 Cu-B system. Thus, in a manner
similar to Ref. [87], we assume they are equal to the known quantities of the binary Al-B system.
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respectively. This analysis indicates that the thermal field plays little role in restraining
fluid flow. Consequently, the process of pile-up and ejection occurs with a characteristic frequency in time (Fig. 4). Ref. [92] also suggested an unstable solute field when an Al-Al2 Cu
eutectic is solidified in an upwards direction and in the presence of trace Si, although they
offer no microstructural data for this particular case. Among the alternative scenarios that
we have considered, none can satisfactorily explain this behavior: poor furnace control is not
responsible because we do not see any such systematic variation in eutectic-liquid interfacial
velocity in our other in situ solidification experiments [55, 56]. Marangoni convection is also
not plausible because we observed no bubbles in the FOV nor in the sample overall (likely
because it was degassed during casting). Furthermore, magnetohydrodynamic convection
is unlikely in the presence of a small magnetic field (estimated as 1 T) generated by the
heating elements in the furnace. In comparison, Refs. [93, 94] have demonstrated that a
relatively high magnetic field of at least 2 T is necessary to modify the Al-Al2 Cu eutectic microstructure during directional solidification, although further research is necessary to
ascertain the effect of magnetohydrodynamics on fluid flow.
Recently, Ref. [80] reported, through X-radiography observations, an oscillatory velocity for single-phase dendritic growth in Ni-based alloys. We attempted to follow a similar
approach outlined in that paper by computing the impurity concentration ahead of the
eutectic-liquid interfaces by application of the Beer-Lambert law. Unfortunately, however,
we did not see direct evidence of impurity concentration variations in our X-radiography
data. This is likely a result of the low concentration of B in the alloy. Given a sample
thickness of 30 µm, a beam energy centered on 20 keV, and assuming that B substitutes
for Cu, the normalized intensity of X-rays on the detector would be <0.005% different from
that of pure Al-33wt%Cu. In comparison, the normalized standard deviation of intensities
in the bulk liquid is of the order 10%. Thus, calculation of the impurity composition profiles
in the melt is beneath the detection limit of the instrument and thus may not be directly
measurable by X-radiography. Nevertheless, the numerous macroscopic quantities measured
in the fused 4D data reconstruction, shown in Fig. 5, and the B identified by APT, shown in
Fig. 6, provide ample evidence of impurity-induced microstructural changes. These results
are self-consistent with our description of thermosolutal convection that induces oscillations
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in eutectic-liquid interface velocity. Firstly, we consider the coupling between interfacial velocity and interfacial curvature (Fig. 5(a-b)). The formation of cellular protrusions causes
the impurity to be rejected laterally, piling up at the roots of the protrusion. This would necessarily lower the interface temperature (by Alkamede’s theorem [95]), causing the formation
of depressions. Depressions are associated with a maximal curvature of eutectic-liquid interfaces (refer to Fig. 5(b)). Conversely, increasing velocity leads to a decrease in maximum
curvature of the eutectic-liquid interface: when the impurity flows upwards, the solid-liquid
interface temperature will rise at the roots/depressions of the perturbation, causing the interface to accelerate into the liquid (thereby decreasing the curvature). These results are
consistent with those of Ref. [96] who showed that the cell size tends to decrease with an
increased impurity content, holding all else constant; that is, the higher degree of constitutional undercooling can only be relieved by a shorter lateral diffusion distance. Secondly, we
observe that changes in velocity are coupled also to changes in area fraction of eutectic phases
(Fig. 5(d)). It follows that the impurity species likely provokes a change in the diffusivity,
solid-liquid interfacial energies, etc., which would, in turn, cause an increase in the undercooling of one particular phase. To maintain an isothermal eutectic liquid interface (as we
see, on local, lamellar scales), the solid-liquid interfacial curvature would need to be reduced
accordingly [27, 97, 98]. This leads to a departure of contact angles at the solid-solid-liquid
trijunction, resulting in a driving force on the trijunction to restore the equilibrium contact
angles. The volume fraction adjustment (observed experimentally in Fig. 5(d)) driven by
trijunction movement regulates the boundary layer composition to bring the contact angles
to their equilibrium values. The latter observation contradicts also the idea that the velocity
oscillation is due to poor furnace control (vide supra, Sec. 3.1). If that were the case, then
we would not expect to see the phase fractions oscillate in phase with the other measured
attributes; they should be constant throughout (as in Ref. [91]), and only the lamellar spacing would adapt to the evolving interfacial velocity. These measured attributes are instead
evidence of the microstructural adjustment to changes in interface velocity brought about
by thermosolutal convection. It is only through a 4D analysis that they could be monitored
in time. At this point, it is unclear if the increasing area fraction of Al rods is brought
about by an increasing eutectic-liquid interfacial curvature (by Hunt’s proposal [26]) or by
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increasing the volume fraction of Al2 Cu locally. There is support for both ideas from the
data (Fig. 5). A closer look at the microstructure (below, Sec. 3.3) can help us deduce the
underlying mechanism.
3.3. Structural consequences of an oscillatory velocity
The oscillation in velocity give us a unique opportunity to examine how the eutectic
microstructure adapts to changes in growth conditions. We begin by placing our work on
the same plane of analysis as others do in the realm of eutectic solidification, by measuring
the relationship between eutectic-liquid interface velocity, V , and lamellar spacing, λ, see
Fig. 7. Our results show modest agreement with previous studies [39, 40, 41, 42, 43, 44] and
Jackson-Hunt scaling behavior λ ∝ V −1/2 [4] (which applies also to univariant eutectics [99]),
despite the fact that solidification proceeds under non-steady state conditions and with
smoothly curved eutectic-liquid interfaces. The two preferred orientations of the solid-solid
interfaces (termed “primary” and “secondary,” vide infra) invite a deeper inquiry into the
spacing selection. It is clear the primary and secondary lamellae possess distinct spacings, see
Fig. 5 and S4. One contributing factor is a different crystallographic orientation between
the two types of solid-solid interfaces; the crystallographic orientations of both lamellar
planes are examined later, in Sec. 3.4. The hysteresis in the V vs. λ plane is not as pronounced
as in recent work by Hecht [100], despite the higher eutectic-liquid interface acceleration in
our work (on the order of 0.1 µm/s2 here, compared to 10−6 µm/s2 there).
Altogether, these results offer new evidence on the transient structures within eutectic
colonies, that do not satisfy previous theories. One is that the lamella-to-rod transition is
provoked by a change in velocity [10]. If that were the case, we would expect rods to form
at high velocity, as seen in other dynamic experiments [101]; yet we see the opposite here
(cf. Figs. 5(a,e)). Furthermore, Chadwick’s model [25] does not hold merit for two reasons:
Firstly, we would expect (by the logic in Ref. [25]) that the Al2 Cu-liquid interface extends
ahead of the Al-liquid interface (or vice versa). We do not see one phase grow substantially ahead of the other, at least at the resolution of the X-radiographs (0.692 µm2 /pixel).
Secondly, his proposal violates Young’s law at the trijunction. Instead, and as discussed previously (Sec. 3.2), the two phases adjust volume fractions to maintain an isothermal front.
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According to Hunt’s model [26], the eutectic is forced to accommodate the curvature of
solid-liquid interface. Consequently, we would predict the growth of rods in a direction that
is away from the preferred, low-energy lamellar plane, i.e., rods and lamellae are oriented
differently. Instead, our pesudo-4D observations of a single colony in Fig. 8 and Video V4
paint a different picture, that of a coplanar transition. This can be considered as microstructural accommodation following a “locked” crystallographic growth direction (characterized
below). Ultimately, we find that the selection of eutectic morphology (lamellae or rods)
is a delicate balance between an impurity-induced change in solid volume fractions (stimulating a change in eutectic morphology) and a strong anisotropy of solid-solid interfacial
energy (which tends to resist such a change). In fact, we see the latter effect constrains
the lamella-to-rod transition to the lamellar plane, preserving the mirror symmetry of the
pattern (unlike, e.g., a zigzag instability [102]). The volume fractions may become highly
unequal on local scales: for example, at the early stages in Fig. 8(b), the Al phase occupies
75% of the growth front (by area) for a local region of 6.9 µm along x (see boxed region);
at the later stages, it takes up only 55% for this same patch of interface. Ultimately, the
volume fractions will approach the global trends (Fig. 5(d)) for larger regions containing
more than one lamella.
It remains to be determined the physical origin of the rod spacing that is selected in
the lamella-to-rod transition. If the breakdown of the lamella is due to a capillary effect
alone, i.e., a Rayleigh-Plateau instability [103], then the separation λ∗ between rods at the
transition should scale as the lamellar thickness R. Instead, the instability may be governed
by an interplay between capillary and diffusive effects, i.e., a Mullins-Sekerka instability [8],
in which case λ∗ should scale as the geometric mean of capillary and diffusion lengths (equivalent to the Jackson-Hunt spacing, a constant for a given velocity, cf. Fig. 7). In Fig. 9 we
plot λ∗ against R for a particular 2 s window in time, during which we observed 14 lamellae of
various thicknesses R and orientations transforming into rods by the same mechanism shown
in Fig. 8(c). It can be seen that λ∗ is nearly invariant with respect to R, which points not to a
Rayleigh instability but to a diffusive transformation. We find the average rod separation in
Fig. 9 of 5.1 ± 0.3 µm matches reasonably well the smallest stable eutectic spacing of 4.9 µm
for an interfacial velocity of 3.8 µm/s [41], determined using the Jackson-Hunt model [4].
17

This finding is broadly in agreement with 3D phase field simulations [102].
We note also that the morphological transition is not reversible. As the volume fractions
of the two phases become comparable on local scales, the same Al rods will not coalesce to
form a lamella. Instead, the rods will flatten in cross-section and merge with other lamellar
branches, a process that involves the collective interactions of many lamellae (not pictured).
Our observations in Fig. 8(c) and Video V5 bear some similarity to that of Refs. [100,
104], wherein transverse thermal gradients [104] and velocity changes [100] destabilize the
steady-pattern formation in transparent eutectics. In Ref. [104], the authors observed a
varicose instability that stimulates a coplanar transition from a lamella to rods. However, there are two key differences between their work and ours: firstly, in their case,
lamellae are stabilized only by a wall/boundary effect while rods are ordinarily formed in
their system-of-interest, succinonitrile(D),camphor. Meanwhile, the morphological transition in our case is provoked by an impurity effect. Secondly, anisotropy effects in succinonitrile(D),camphor (SCN-DC) are significantly weaker than in Al-Al2 Cu. That is, the SCNand DC-liquid interfaces are not only nonfaceted but also weakly anisotropic; furthermore,
there exist no orientation relationship between SCN and DC [105]. In comparison, Al and
Al2 Cu form “epitaxial” eutectic grains during directional solidification [47, 48, 49, 50, 52, 53].
Thus, our rods are not circular in cross section (eccentricity of 0) but do show a slight elongation or ellipsoidal cross section (eccentricity of ∼0.7), see Fig. S7.2 This geometry hints
at a resistance to morphological instability due to a low-energy solid-solid boundary, an effect that is seen also in the capillary-driven evolution of pore channels in sapphire during
annealing [106].
3.4. Crystallography of ‘locked’ eutectic grains
Why do the lamellae follow specific orientations during growth? Why do they not ‘fan out’
as in past studies [17, 18] of eutectic cells? We suppose that there exists a preferred growth
crystallography between Al and Al2 Cu phases. We begin by characterizing the OR between
the two phases. The orientation relationship in the sample deviates from the commonly
It follows from Fig. 9 that if λ∗ 6= R, the rods will necessarily show an elongated shape when viewed
cross-sectionally (trivial case). Yet even those few rods for which λ∗ ' R ' 5 µm show a partially faceted
shape, supporting the idea of an underlying anisotropy of solid-solid interfacial free energy.
2
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observed Beta-6 and Alpha-4 orientation relationships reported in [47, 48, 49, 50, 52, 53]
(See Fig. 10). Instead, we identify a new OR based on the EBSD data collected on the
same specimen, following the method described in Ref. [24]. We calculated the mismatch
angle ∆p between α-Al and θ-Al2 Cu lattice planes, and the angle ∆d between directions
belonging to those planes [74]. We considered planes and directions with Miller indices
lower than 5. We dismissed pairs of common planes and common directions with ∆p and
∆d angles larger than a threshold value of 8°. On this basis, we designate the new OR as
(211)Al //(1̄10)Al2 Cu with ∆p of 3.34°and [1̄02]Al //[332]Al2 Cu with ∆d of 6.88°.
By aligning the EBSD and X-ray tomography frames of reference, we can achieve a crystallographic description of the eutectic solid-solid interfaces (and specifically, the normal
vectors along these interfaces), see Fig. 11. We first examine the orientation of microstructural features relative to each other (Fig. 12(a)). The angle between the normal vectors
of primary and secondary lamellae is 80 ± 2◦ . Intriguingly, the growth direction (GD) of
primary rods (here, “primary rod” indicates that the rods emerge from a primary lamella during solidification) is orthogonal to both lamellar normals. The growth direction of secondary
rods is inclined around 30° to the primary rod growth direction. By this nomenclature, the
primary rods are within the primary lamellar plane, and likewise for the secondary rods.
Next, we invoke the textural data from EBSD to transform the solid-solid orientations
from specimen to crystallographic frame (as described in Sec. 2 and depicted in Fig. 11).
The Al and Al2 Cu inverse pole figures (IPFs) in Fig. 12(b-c) represent the crystallographic
orientations of the primary and secondary lamella normals. With the aid of these results, we
are able to determine completely the interfacial bi-crystallography. The habit planes of Al
and Al2 Cu are not the expected dense, low index planes [107]. Instead, we find the primary
lamella habit plane is oriented along (011)Al // (433)Al2 Cu and the secondary lamella habit
plane is (223)Al // (4̄51)Al2 Cu . In the crystal frame, the angle between the two habit planes
is 82◦ , which falls within the error margins of our finding from above.
This interface between Al and Al2 Cu is semicoherent [45, 46, 108, 109]. Generally, the
minimum in interfacial energy for a semicoherent interface should correspond to a low misfit
and hence a reduced lattice strain, not accounting for chemical or thermal contributions
[46]. We define the lattice misfit as ∆ = 2|ρα − ρθ |/(ρα + ρθ ), where subscripts indicate
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the two eutectic phases that meet at a solid-solid interface [45, 46]. The atomic density
of a lattice plane is ρ = n2D d/Ω, where n2D is the number of atoms per unit cell in the
plane, d the interplane spacing, and Ω the volume of the 3D unit cell. Unfortunately, this
definition forces the selection of a specific atomic layer which may have variable atomic
density [24, 107]. We bypass this limitation by following Kraft’s description of a “puckered”
interface to calculate the atomic planar density [47]. He describes a “puckered” atomic plane
as one that accommodates additional atoms above and below it. By accounting for atoms
that are not strictly on the plane but close to it, the density difference between the planes
can be reduced (vide infra). In this way, we determine a minimum misfit across the primary
lamellar interface as 0.01% for 8 atoms/unit area of Al2 Cu and 1 atom/unit area of Al;
for the the secondary lamellar interface, we find a misfit of 4.57% for 3 atoms/unit area
of Al2 Cu and 1 atom/unit area of Al. Figs. 13(a-b) depict the corresponding puckered
densities for the lamellar habit planes for increasing thicknesses. We have also included the
atomic structure of these planes as a visual aid similar to Kraft’s original sketch [47]. These
lattices are oriented according to the OR determined by EBSD. Overlaying both atomic
lattices can yield additional details such as 2D lattice strain tensors and coincident site lattice
descriptions for these interfaces, as described elsewhere [52]. Though the puckered interface
density has been used to explain ORs in Al-Al2 Cu [47], the model may not necessarily apply
to all eutectic systems [110].
The aforementioned theory holds for pristine or chemically pure Al-Al2 Cu interfaces. In
univariant solidification, however, the impurity species may segregate to the semicoherent
solid-solid interfaces (as in Fig. 6). In a similar vein, APT shows that trace Si chemically
modifies the semicoherent interface structure and lowers the solid-solid interfacial Gibbs free
energy five times more than that of a coherent interface in θ0 precipitates embedded in the
Al matrix [111]. The sequence of volume renders in Fig. S8 indicates that primary lamellae
predominate at low velocity (corresponding to a greater impurity concentration in the boundary layer and presumably also a greater impurity segregation to the lamellar interfaces). It
stands to reason, then, that B may stabilize this particular primary interface over that of
the secondary lamellae (via Gibbs adsorption [111]). A sequence of renders demonstrating
such lamella-to-lamella transitions are included in Fig. S8. We await confirmation of this
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idea via atomistic modeling of the interfacial structures in eutectics.
Based on rotating directional furnace experiments [21], large tilted domains can persist
due to interfacial anisotropy. In many cases, the growth direction of the monocrystalline
eutectic is the result of the initial seed crystal [107], not pictured in our experiments. Another
consequence of a crystalline anisotropy is that the eutectic cells will appear to drift across
the imaged FOV, as we see here in Fig. 4. A similar behavior is reported also in phase field
simulations of locked eutectic grains [27].
3.5. Outlook on pseudo-4D tomography
The imaging strategy introduced in this study provides access to temporal and spatial
resolutions scales that are not accessible in conventional 4D CT. Results presented here can
lay the groundwork for future in situ tomography campaigns. Even so, one must bear in
mind that there is one assumption that enables the pseudo-4D visualization with data fusion: when we extract and interpolate the 3D shape of the growth front from a projected
view of the solidification process, we assumed that the eutectic-liquid interface is parallel to
the beam direction. We do not know the ‘tilt’ of the growth front a priori but set it to be
oriented along the beam direction for sake of simplicity. This assumption is strictly valid
only in the limit that the sample thickness is infinitely reduced, corresponding to pseudo-2D
solidification. With higher-resolution imaging, e.g., X-ray nanotomography [38], this assumption can be lifted: one can reproject the 3D microstructure to the detector plane and
compare the solid-liquid interface against that of the actual X-radiograph. If the interface is
tilted by an angle of θ in the direction of the X-ray beam, it should blur in the reprojected
image by an amount ltanθ, where l is the sample thickness. By incrementally changing θ,
one can find the tilt angle that results in a projection that is most similar in contrast to the
X-radiograph, taken as ground truth. Efforts are underway to implement this approach.
Thin samples are otherwise beneficial for X-radiography, since it is difficult to interpret
signals in projection images of thick (∼1 mm) samples. Yet the presence of surfaces leads to
no-flux boundary conditions in solidification, which may influence solidification dynamics for
sample sizes of less than 10-100×that of the eutectic lamellar spacing [13, 112]. For example,
the lamella-to-rod transition may be restrained when the sample thickness is less than the
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wavelength of any instability threshold, thereby stabilizing lamellae [101].
Nonetheless, this technique is especially valuable when the final, solidified structure is the
one that is growing during the in situ scan. Conversely, it is not applicable for solidification
of metastable phases or transient states, which give way to stable ones during cooling at low
rates. For this reason, pseudo-4D tomography is not suitable for capturing the peritectic
transition, wherein the primary phase is consumed to yield a peritectic phase (a “perfect
crime” since the latter “kills” the former phase in solidification [113]).
Conclusion
This study explores the evolution of Al-Al2 Cu eutectic patterns along a univariant solidification pathway in the face of thermosolutal convection. To capture the transient microstructural details, we developed a new pseudo-4D approach that combines in situ X-radiography
and postmortem X-ray microtomography. With this method, we achieve the highest reported
temporal and spatial resolution for absorption-contrast X-ray imaging and gain unique insight into the solidification dynamics. Several conclusions can be drawn from this study:
1. The influence of impurities (such as B, ∼0.01at%), is two-fold. It bring about a constitutional undercooling that destabilizes the eutectic-liquid interfaces at long wavelengths
(& 10 µm), giving rise to shallow cells or colonies. On shorter wavelengths, it changes
the undercooling of one eutectic phase with respect to the other, which in turn changes
the phase fractions and hence the eutectic morphology. Our time-resolved analysis provides evidence of these trends in phase fraction, morphology, and their relation.
2. The eutectic accommodates the changes in phase fractions through a co-planar lamella-to-rod
transition despite the resistance of ‘locked’ interfaces. The partially faceted morphology of the rods so-produced hints at a low-energy solid-solid boundary. Furthermore,
the spacing between the rods is nearly invariant with the lamellar thickness, signifying
a diffusive instability upon eutectic solidification.
3. A multimodal crystallographic analysis (linking EBSD and pseudo-4D imaging) provides a complementary view of the microstructure. We detect a new OR and unexpectedly high index (yet low misfit) lamellar habit planes. As a result of this crystalline
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anisotropy, the eutectic colonies drift across the FOV, following the inclination of the
habit planes with respect to the macroscopic growth direction.
Altogether, these results provides a fresh picture on the selection of eutectic patterns in
systems with a strong anisotropy in solid-solid interfacial energy. Chemical effects give rise
to a complexity in the dynamics of pattern formation that is not seen in nonvariant systems.
We expect that pseudo-4D imaging may open other doors in solidification science, enabling
researchers to test the predictions of theory with high precision.
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Figures

Figure 1: Proposed structure of eutectic colonies. (a) According to Chadwick [25], constitutional undercooling
due to impurities induces not only a colony structure but also triggers rod formation at the edges of the
colony. This is where the impurity concentration is thought to be higher, and hence also the constitutional
undercooling. (b) Hunt [26] proposed instead that the eutectic is forced to accommodate the curvature of
the solid-liquid interface in cells, such that rods are predicted when the local growth direction is away from
the low-energy, lamellar plane. See text for details. Adapted with permission from Refs. [25, 26].
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Figure 2: State-of-the-art in 4D imaging. The present experiment (red) lies outside the space-time manifold
(blue) based on a survey of previous works that use in situ 4D X-ray microtomography (black) [35]. In
the classical sense, the acquisition time represents not the frame rate, but instead the time to collect a 3D
dataset (tomogram). Dividing line calculated from a convex hull of other studies. The study of eutectic
solidification at this spatial and temporal resolution is made possible by our novel data fusion approach.
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Figure 3: Pseudo-4D approach, incorporating (a) in situ X-ray projection radiographs to capture the moving
solid-liquid interface (red line) and (b) ex situ tomographs (reconstructed volumes), to resolve the microstructure evolution in 4D. Al is rendered in blue and Al2 Cu in yellow. The coordinates x and y are in the plane
of the detector while z is in-line with the X-ray beam. (c) We interpolate the location of the solid-liquid
interface (red line) within the tomographic volume to obtain the pseudo-4D dataset.

Figure 4: Analysis of X-radiographs. The eutectic-liquid interface of the eutectic colonies oscillates from
3 to 9 µm/s within the X-radiography field-of-view. Panel (a) represents a spatiotemporal diagram of
eutectic-liquid interfaces from 100 time steps, separated by an interval of 1 s. The corresponding location of the solid-liquid interface within the X-ray tomography data is displayed in (b), depicted from a
bird’s eye view (see coordinate system). We visualize the interface at those timesteps where the velocity
is maximum and minimum (see lines). A microstructural adjustment to the velocity changes is visually
apparent. Al is the darker phase in the cross-sections while Al2 Cu is brighter. The lamellar spacing λ from
these cross-sections can be determined by (c) auto-correlation (or self-convolution) functions, which depict
the real-space periodicity. We calculate λ along two directions, termed “primary” and “secondary.”
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Figure 5: Time-resolved statistics on solidification dynamics. The eutectic-liquid interface trace in the
X-radiography images enables us to (a) quantify the interface velocity, which oscillates in the range 3-9 µm/s
(see also Fig. 4) and (b) quantify the maximum interfacial curvature (magnitude only). A low velocity
corresponds to a high curvature in the eutectic-liquid interface and vice versa. After fusing X-radiography and
tomography datasets, we can now calculate the following microstructural attributes within the eutectic-liquid
interfaces: (c) average lamellar spacing of the primary and secondary lamellae, (d) area fraction of Al2 Cu,
and (e) area fraction of Al rods. The features in (c-e) vary periodically in time and out-of-phase with the
velocity curve in (a). Dotted lines corresponding to the local minimum velocity (in red) and local maximum
velocity (blue) are added to guide the reader’s eye. Grey bands represent uncertainty intervals. See text for
details.
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Figure 6: Atom probe tomography of Al-Al2 Cu interface. Panel (a) shows the reconstructed tip showing the
volume of material extracted from the foil sample. We place an isosurface at the inflection point of the major
element concentration profile to represent the Al-Al2 Cu interface. Panel (b) shows the composition profile
at distances away from the isosurface, revealing an elevated concentration of B near the interface.

Figure 7: Spacing-velocity scaling behavior. The average lamellar spacing of the primary and secondary
lamella shows good agreement with previous studies of this eutectic alloy [39, 40, 41, 42, 43, 44] despite the fact
that the solidification proceeds under non-steady state conditions and with smoothly curved eutectic-liquid
interfaces. The difference in the two curves can be reconciled by accounting for the difference in crystallographic orientations of these solid-solid interfaces, see Fig. 12.
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Figure 8: Mechanism of lamella-to-rods transition: (a) shows a region of the tomographic volume from which
we extract a colony-of-interest. The colony is slanted in the x-y plane owing to the tilt of the solid-solid
interfaces with respect to the macroscopic growth direction. Panel (b) renders this colony in 3D every 1 s to
show the evolution of Al lamella to rods (see green boxes). A zoomed-in view is given in (c), which shows
the transition within a single Al lamella. Al2 Cu is depicted in black and Al in color corresponding to the
velocity. Scale bar is 20 µm for all panels.
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Figure 9: Relation between lamellar thickness and instability wavelength. The latter is equivalent to the rod
spacing at the lamella-to-rod transition. We measure both quantities within a 2 s interval starting at 87.6 s.
In this temporal window, we detect 14 lamellae that breakdown to form rods, 12 of which have “primary” and
“secondary” orientations (as visualized in Fig. 12(c)), and two of which have undetermined or unclassified
orientations. The instability wavelength is uncorrelated to lamellar thickness (R2 = 0.0577). Instead, the
average wavelength of 5.1 ± 0.3 µm matches reasonably well the smallest stable spacing of 4.9 µm for an
interfacial velocity of 3.8 µm/s [41], predicted using the Jackson-Hunt model [4].
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Figure 10: Orientation relationships between eutectic phases. Al and Al2 Cu crystals do not match with
the “Beta-6” nor “Alpha-4” ORs but instead show high misorientations of 17.95°and 5.42°, and 49.03°and
11.69°, for the plane and direction, respectively. See the pole figures in the left and center column, respectively. We determined a lower misorientation of 3.34° between (211)Al // (1̄10)Al2 Cu and 6.88° between
[1̄02]Al //[332]Al2 Cu . See pole figures in the right column. All are centered along (001)Al2 Cu . Poles of Al are
shown in blue and those of Al2 Cu are in yellow.
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Figure 11: Conversion of specimen to crystallographic frame. (a) Crystallographic orientations were determined with EBSD. The data indicates that the eutectic is in the form of two interpenetrating single crystals.
Pink orientations correspond to (6̄57) of Al2 Cu while the yellow orientations are (1̄37) of Al. See standard
triangles. (b) The segmented tomographic volume is aligned to the same EBSD frame of reference (x’, y’,
z’) with Al in white and Al2 Cu in black. When combined together in (c), the normal vectors along the
solid-solid interfaces in the X-ray tomography volume can be rotated into crystallographic frame. Interfaces
in (c) are colored with respect to the Al phase, see standard triangle. We identify two predominant lamellar
orientations, which we denote as “primary” and “secondary” during analysis.

44

Figure 12: Orientations of solid-solid interfaces. (a) Stereographic projection of normal vectors computed
from tomographic dataset. Zone axis is cross product between primary and secondary lamellar orientations
(this coincides with the growth direction (GD) of the primary rods). The two lamellae are nearly orthogonal
(i.e., 80 ± 2° apart on great circle). Specimen coordinates x’, y’, and z’ shown for perspective. GD of
secondary rods is 30°away from that of primary rod and 53°from the primary lamellar normal. (b-c) IPFs
showing the distribution of the primary lamellar normal vectors (solid blue lines) is centered around (011)
Al and (433) Al2 Cu while that of the secondary lamellae (dotted red lines) is centered around (223) Al and
(4̄51) Al2 Cu. In all panels, blue contours correspond to primary directions and dashed red contours the
secondary directions, retrieved from our mapping of the X-ray tomography data to the crystal frames.
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Figure 13: Misfit of solid-solid interfaces. Panels (a-b) show the effect of an interfacial thickness on the
planar density for primary and secondary lamellae, respectively. If we consider the planar density of the
interphase planes to contain atoms within a certain atomic layer thickness, there is a minimum misfit for the
primary interphase boundary of 0.01% for 8 atoms/unit area of Al2 Cu (black line) and 1 atom/unit area of
Al (dashed red line). We find also a minimum misfit between the secondary interphase boundary of 4.57%
for 3 atoms/unit area of Al2 Cu and 1 atom/unit area of Al. (c-d) show projections of these two interfaces,
accounting for puckered planes that minimize misfit between Al and Al2 Cu. Here, the misfit is defined as
the relative difference in atomic planar density ρ of the two solid phases.
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Supplemental Information
Table S1: Alloy composition, retrieved from inductively coupled plasma mass spectroscopy
(ICP-MS). Measurement obtained from as-cast ingot, i.e., prior to directional
solidification.
Element
(wt %)
Cr
<0.01
Cu
33.7
Fe
<0.01
Mg
<0.01
Mn
<0.01
Ni
<0.01
Pb
<0.01
Si
0.02
Sn
<0.01
Ti
<0.01
Zn
0.01
Al
Remainder

Video V1: X-radiography images, combined as a video. Playback speed is equal to
acquisition speed (5 frames per second, fps).

Video V2: Processed X-radiography images, combined as a video. Playback speed (5fps).

Video V3: Full bird’s-eye-view of the solid liquid interface, corresponding to the (x-z )
plane, see Fig. 4(b) for all timesteps analyzed in Fig. 5. The dimensions are
22 µm ×1312 µm.

Video V4: 3D render of the eutectic colony in Fig. 8(b) showing the rod-to-lamella
transition. Al2 Cu in black while Al is colored by velocity, see Fig. 8 for
color-bar and scale-bar).

Video V5: 3D render of the coplanar rod-to-lamella transition, showing the single Al
lamella in Fig. 8(c) (Al phase colored by velocity while Al2 Cu is transparent,
see Fig. 8 for color-bar and scale-bar).
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Figure S1: Sample and data processing workflow for X-radiography. Panel (a) shows a photo of the encased
foil sample attached to the holder. The ∼30 µm thin Al-Al2 Cu foil was sandwiched between two 0.2 mm
quartz slides and secured with boron nitride paste. This assembly was secured to a makeshift holder made
of high-temperature wire fashioned similarly to a paperclip. This holder was secured to an alumina holder
that was attached to the base of the kinematic mount at the beamline. This set up ensured we could insert
the sample into the furnace, position it in the path of the beam, and acquire the ex situ tomogram. Panel
(b) shows a montage of the sample and the X-radiography field-of-view is boxed in green for a sense of scale.
Panel (c) shows the normalization procedure whereby a specific frame (taken at t = 100 s) is normalized
by an image with 100% liquid in the field-of-view (t = 0 s), in order to enable identification of the eutectic
and liquid phases after removing detector artifacts. Panel (d) shows the normalization procedure whereby a
specific frame (t = 100 s) is normalized by a previous frame (t = 90 s) to better enhance the eutectic-liquid
interface. Although contrast is much improved, segmentation did not yield promising results until a series of
normalized frames (t = 100s/99s + 100s/98s + . . . + 100s/62s + 100s/63s) were cropped, stacked together,
then filtered with a non-local means filter (search window size of 41). The result is shown in panel (e), left.
Following segmentation via the commercially available semantic segmentation (machine learning) routine
(Zeiss Zen Blue, Intellesis module), the result is shown in panel (e), center. A spatiotemporal diagram of the
eutectic-liquid interfaces extracted by this procedure are shown in panel (e), right; the spatially smoothed
traces are depicted at far right.
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Figure S2: Alignment of the tomography frame-of-reference to the EBSD frame-of-reference. Panel (a) is the
Scanning Electron Microscope (SEM) image of the Al-Al2 Cu foil after the in situ experiment where the EBSD
scan was obtained. Here the EBSD frame of reference is x0 , y 0 and z 0 . Panel (b) is a select cross-sectional
slice of the Al-Al2 Cu foil from the reconstructed tomogram. Here the X-ray frame of reference is x, y and
z. The red line in both indicate the band of region of lower velocity (coarser eutectic) and the blue arrow in
both indicate the direction of the primary lamella traces. Both annotations are added to guide the reader’s
eye. We align the X-ray data to the EBSD frame-of-reference following an affine transformation (specifically,
a rotation 22° counterclockwise about z//z 0 , then a mirror operation across y 0 ). This operation brings the
two frame-of-reference into coincidence.
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Figure S3: Sample tip preparation for atom probe tomography (APT). The sample tips were excavated from
the volume of material with the Thermo Fisher Helios G4 PFIB UXe. The heterophase Al-Al2 Cu boundary
cuts through this volume. The deposited Pt/W cap in panel (a) shows the targeted region. Cross sectional
views in panels (b-c) show the heterophase boundary is completely captured by the lift-out. Panel (d)
shows snapshots of the lift-out from the excavation region and in panel (e), its attachment to a Mo transfer
post. Panels (f-k) shows snapshots during the annular pattern thinning procedure to achieve the sharp tip
geometry necessary for APT.
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Figure S4: Procedure for determining the average eutectic spacing by autocorrelation (also termed as a
two-point correlation, self-convolution, or Patterson function). We generate the real space periodicity within
the eutectic-liquid interface by multiplying the 2D fast Fourier transform (FFT) with its conjugate and then
taking the inverse Fourier transform of the product. Panel (a) is the segmented, transverse view of the
eutectic-liquid interface. The lamellae we define as “primary” and “secondary” are boxed in blue and red
in (b) and (c), respectively. We generate in (d) the autocorrelation function from which we can trace in (e)
line profiles to obtain the lamellar spacing for both the primary and secondary lamellae, here 5.55 µm and
4.51 µm, respectively.
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Figure S5: Equilibrium concentration changes during cooling. We use ThermoCalc to estimate the equilibrium concentration of each solid eutectic phase during cooling and predict a 2.4% increase in Al2 Cu
concentration during cooling to substantiate the observed concentration gradient of Cu at the heterophase
boundary captured by APT.
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Figure S6: Influence of trace Boron on eutectic microstructure. We solidified two otherwise identical
Al-33wt%Cu samples of eutectic composition, the first using an Al2 O3 crucible (top row) and the second using a BN crucible (the source of B, bottom row). The transverse cross sections taken from the same
distance (3 cm) along the solidification direction show different microstructures, which supports the idea of
an underlying chemical effect. Specifically, there is a dominance of a single, primary lamella orientation in
the sample solidified with Al2 O3 while colonies and secondary lamella orientations appear with BN crucible.
The latter resembles the cross-sections in the pseudo-4D dataset, cf. Figs. 4 and 8. We collected these
micrographs with a scanning electron microscope imaged using back-scatter electrons to show phase contrast:
the bright phase is Al.
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Figure S7: Anisotropy of Al rods. We can evaluate the morphology of the coplanar Al rods in detail by segmenting the autocorrelation image in Fig. S4(d). Note these rods have eccentricity 0.7-0.9 (corresponding
to aspect ratios from 1-1.5) and are not circular. Instead, they show an elongation along the primary lamella
direction (see again Fig. S4), which hints at a resistance to morphological instability due to a low-energy
solid-solid boundary.
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Figure S8: Lamella-to-lamella transition. Sequence of time-resolved, 3D renders depicted 1 s apart. The
data demonstrate that primary lamellae (orthogonal to sample surfaces) predominate at low velocities,
corresponding to a greater impurity concentration in the boundary layer and presumably also a greater
B segregation to the lamellar interfaces. At high velocities, secondary lamellae take over. See arrows for
examples of each type of lamella. Al phase is colored according to eutectic-liquid interfacial velocity (see
color-bar) while Al2 Cu is black.
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