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ABSTRACT 

Superconductors comprising 5d transition metals of Ir and Pt have been widely explored because they have the potential of unique 

superconductivity caused by the strong spin-orbit interaction (SOI). We successfully synthesized BaIr2, the last Laves phase remaining 

unsynthesized in the MgCu2-type AM2 (A = Ca, Sr, Ba; M = Rh, Pd, Ir, Pt). BaIr2 was crystallized at 925 °C under a pressure of 3.3 GPa via a solid-

state reaction between Ba and Ir powders; it was found to have the longest a-lattice constant of 8.038(1) Å among AM2. BaIr2 exhibited bulk 

superconductivity at a transition temperature (Tc) of ~2.7 K. BaIr2 was found to have a type-II superconductor with an upper critical field of 

67.7 kOe, which was above the Pauli paramagnetic limit (~50 kOe). The electron–phonon coupling constant and normalized specific heat 

jump were measured to be 0.63 and 1.2, respectively, indicating that BaIr2 is a weak-coupling superconductor. The electronic-structure 

calculations for BaIr2 revealed that the Ir-5d states are dominant at the Fermi energy (EF) and the density of states at the EF is strongly affected 

by SOI as in the case of CaIr2 and SrIr2. 
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1. Introduction 

In recent years, the search for new superconductors comprising 5d 

transition metals of Ir and Pt has been actively conducted because 

of the potential of distinctive superconducting states caused by the 

strong spin-orbit interaction (SOI) [1-11]. Verifications of 

unconventional superconductivity in such 5d transition metal-based 

materials have also been vigorously pursued [12-14]. 

A Laves phase is a promising target for exploration of such materials, 

because there are many superconductors composed of 5d 

transition metals. Among these, MgCu2-type (C15) CaIr2 and SrIr2 

Laves phases have been the subject of intensive experimental and 

theoretical studies [15-20]. In AIr2, the SOI has been reported to 

have a significant impact on the physical properties because of the 

changes in band dispersion, the complexity of the Fermi surface, 

and enhancement of electron–phonon coupling [15-17,20].  

Figure 1 illustrates the crystal structure of the C15 Laves phase (a 

cubic system with a space group of Fd-3m), and Table 1 summarizes 

the lattice constants and superconducting transition temperatures 

(Tc) of AM2 (A = Ca, Sr, Ba; M = Rh, Pd, Ir, Pt) reported thus far, 

including BaIr2 synthesized in this study [21].  

Superconductivity has been reported only for AM2 (M = Rh, Ir), and 

prior to our study, AM2 had a higher Tc with increasing atomic 

number of A for each M. Gutowska et al. performed phonon 

calculations on SrM2 (M = Ir, Rh) and reported that the higher the 

mass of the constituent elements in AM2, the stronger the electron-

phonon coupling. In other words, if BaIr2 can be synthesized, a Tc 

higher than those of other AM2 compounds can be expected. 

However, there were no experimental reports on BaIr2, which 

motivated us to synthesize BaIr2. The synthesis of BaIr2 is also 

significant from the viewpoint of inorganic synthetic chemistry. 

AM2 can be regarded as a structure in which atom A is inserted in 



the space of a pyrochlore lattice formed by M atoms. BaIr2 does not 

crystallize under ambient pressure, possibly because of the size of 

Ba, which is too large to be in the tolerance range wherein the Laves 

phase is formed.  

To crystallize BaIr2 by reducing the size mismatch, herein, we utilize 

a high-pressure (HP) synthesis method. As a result, we succeeded in 

synthesizing BaIr2, the C15 Laves phase, and confirmed its 

superconductivity. This study reports the synthesis, physical-

property measurements, and electronic-structure calculation of 

BaIr2. 

 

 

Fig. 1 Schematic of the crystal structure of the MgCu2-type Laves 

phase AM2 (created using VESTA software [22]). Solid lines indicate 

the unit cell. 

 

Table 1 

Lattice constants and Tc of AM2 (A = Ca, Sr, Ba; M = Pd, Rh, Pt, Ir). 

No superconductivity has been reported in AM2 (M = Pd, Pt). 

 Ca Sr Ba 

Pd 7.665(5) Å [23] 7.826(5) Å [23] 7.953(5) Å [23] 

Pt 7.629(5) Å [23] 7.777(5) Å [23] 7.920(5) Å [23] 

Rh 7.5326(6) Å 

5.13 K [24] 

7.72090(5) Å 

5.4 K [25] 

7.87163(7) Å 

5.6 K [25] 

Ir 7.545 Å [23] 

5.8 K [16] 

7.7075(2) Å 

5.9 K [17] 

8.038(1) Å 

2.7 K (This study) 

 

2. Materials and method 

2.1 Sample Preparation 

Polycrystalline samples were obtained via a solid-state reaction 

using a cubic-anvil-type HP apparatus (Oh!sawa system, CAP-035) 

[26]. A Ba ingot (99%, Rare Metallic Co., Ltd.) and Ir powder (99.9%, 

Rare Metallic Co., Ltd.) were used as starting materials. The Ba ingot 

was filed to form a powder. The Ba and Ir powders were weighed 

and mixed using a mortar in a glove box filled with N2 gas. Ba in the 

sample decreased due to diffusion of Ba from the sample to the BN 

vessel during heating. To compensate for the decrease in Ba, excess 

Ba (5-20 mol%) was added to the starting composition. Note that 

metal vessels such as gold could not be used because they react 

with Ba. In addition, we focused on mixing the large grain-sized Ba 

powder (~100 μm) with the fine Ir powder (~10 μm) as uniformly as 

possible. 

The mixed powder was pressed into a pellet and placed in a BN re-

action vessel. The sample was heated for 30 min at a temperature 

of ~925 °C under a pressure of 3.3 GPa. BaIr2 was formed at 1.9 GPa 

and not at 1.0 GPa, indicating that BaIr2 was indeed a HP phase. 

The superconductivity (transition width and volume fraction) and 

yield of BaIr2 in the samples were strongly dependent on the excess 

Ba and synthesis temperature. When the synthesis temperature 

was low (e.g., 850 °C) or the excess Ba was too large, samples with 

poor superconductivity were obtained, although the yield of BaIr2 

in the samples was sufficiently high. It was also found that when the 

synthesis temperature was high (e.g., 1100 °C), samples with good 

superconductivity in terms of Tc and transition width were obtained, 

but the ratio of impurity phases was relatively high. In other words, 

there is a trade-off between phase purity and superconductivity in 

polycrystalline samples, and the best balance sample was obtained 

at intermediate temperatures between low and high temperatures 

(e.g., 900 °C) with a small amount of Ba added to the synthesis. This 

implies that the superconductivity in BaIr2 is sensitive to off-

stoichiometry, as in the case of the Laves phase LuIr2 [27]. 

The measurements conducted in this study were performed on a 

sample synthesized at 925 °C with 6% excess Ba. Because BaIr2 

reacted with O2 and CO2 in the air and eventually decomposed into 

BaCO3 and Ir, the samples were treated in a glove box. 

 

2.2 Physical-Property Measurements 

Powder X-ray diffraction (XRD) patterns were recorded using a 

diffractometer (Rigaku, Ultima IV) with CuKα radiation (1.5418 Å) at 

room temperature (~293 K). Measurements were performed using 

an airtight attachment that prevented the sample from being 

exposed to air. Rietveld fitting and simulations were performed 

using the RIETAN-2000 [28]. 

Magnetization (M) was measured in magnetic fields (H) using a 

magnetic-property measurement system (Quantum Design, MPMS-

A

M



XL7). Temperature (T), dependence of electrical resistivity (ρ), and 

specific heat (C) were measured using a physical-property 

measurement system (Quantum Design, PPMS). The composition 

of the samples was analyzed using an energy dispersive X-ray 

spectrometer (Oxford, SwiftED3000) attached to an electron 

microscope (Hitachi High-Technologies, TM-3000). 

 

2.3 Electronic-Structure Calculation 

The electronic structure of BaIr2 was obtained by first-principles 

calculations using the full-potential linearized augmented plane 

wave method based on the density functional theory. The WIEN2k 

[29] computer program was used to conduct the entire calculation. 

The exchange-correlation potential was approximated using the 

generalized gradient approximation [30]. We used muffin-tin 

spheres with radii r(Ba) = r(Ir) = 2.5 a.u. Plane-wave cutoff Kmax was 

chosen such that Rmt*Kmax = 7.0, where Rmt = r(Ba) = r(Ir) is the radius 

of the smallest muffin-tin sphere. We used 1,000 and 8,000 k-points 

for the self-consistent field and electronic density of states (DOS) 

calculations. The lattice constant aopt was optimized to minimize the 

total energy and was found to be equal to 7.902 Å, which is lower 

than the experimental value presented later. The SOI was included 

in the calculations using a second variational approach. 

 

3. Results and discussion 

3.1 XRD Measurement 

Figures 2(a) and 2(b) show the powder XRD pattern of the sample 

and the simulated diffraction pattern of the BaIr2 Laves phase. They 

are in good agreement with each other, except for the small 

diffraction peaks associated with Ir and other unknown substances. 

Upon comparing both the XRD patterns in more detail, it was found 

that the relative intensity of the observed (220) peak was higher 

than that of the simulated (220) peak, possibly because the 

diffraction peak associated with the unknown substances overlaps 

with the (220) peak. The molar composition ratio Ba:Ir of the 

sample was measured to be 0.97(3):2.00(2). Based on the above 

experimental results, we concluded that BaIr2 was obtained as the 

main phase in the sample.  

We evaluated the lattice constant of BaIr2 and the molar ratio of 

BaIr2 and Ir in the sample using Rietveld fitting. The a-axis length of 

BaIr2 was determined to be 8.038(1) Å (atomic coordinates (x, y, z) 

of Ir and Ba are (0, 0, 0) and (3/8, 3/8, 3/8), respectively), which is 

the longest among those for AM2 listed in Table 1. The crystallization 

of BaIr2 was possibly realized because Ba ions shrink to a greater 

extent than the pyrochlore lattice under HP, resulting in a tolerance 

range suitable for the formation of the Laves phase. The longest a-

axis length may support the above-mentioned crystallization 

mechanism for BaIr2. The BaIr2:Ir molar ratio in the sample was 

estimated to be 0.81:0.19; this result was used to analyze the 

specific heat.  

 

 

Fig. 2(a) Powder XRD pattern of the sample synthesized under HP. 

Background noise is eliminated from the data. The peaks 

corresponding to BaIr2 are labeled with diffraction indices. (b) 

Simulated XRD pattern of the BaIr2 assuming the MgCu2-type 

structure. 

 

3.2 Superconducting Properties 

Figure 3 shows the T dependence of 4πM/H for the sample. The 

experimental data were demagnetization field corrected using a 

demagnetization factor N (=0.15) estimated from the shape of the 

measurement sample [31]. A pronounced diamagnetic transition 

due to the occurrence of superconductivity was observed at a Tc of 

~2.7 K. The zero-field-cooling (ZFC) magnetization at 2 K is 85% of 

the full shielding diamagnetism (4πM/H = –1), which was large 

enough as bulk superconductivity. Because Ir does not exhibit 

superconductivity above 2 K [32], the observed superconductivity 

was attributed to BaIr2. The Tc of BaIr2 was approximately half those 

of CaIr2 and SrIr2, which is not in accordance with the theoretical 

prediction [15]. 
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Fig. 3 T dependence of 4πM/H for the sample. Measurements were 

performed with ZFC and field-cooling (FC) modes under a magnetic 

field of 10 Oe. Demagnetization field correction was performed on 

M considering the shape of the sample [31]. 

 

 

Fig. 4 T dependence of ρ for the sample. The inset shows the 

enlargement around superconducting transition. 

 

Figure 4 shows the T dependence of ρ below 300 K at H = 0 Oe for 

the sample. The ρ showed metallic T dependence with a residual 

resistivity ratio, defined as ρ(300 K)/ρ(5 K), of ~2.8. As shown in the 

inset of Fig. 4, an abrupt decrease in ρ due to superconductivity was 

observed at ~3 K, and the resistance became zero at 2.9 K. 

 

The T dependence of ρ under H of up to 25 kOe for the sample is 

shown in Figure 5. The parallel shifts of the superconducting 

transition in H allowed accurate evaluation of the upper critical field 

(Hc2). 

The inset of Fig. 5 shows the T-dependent Hc2 defined at the 

midpoint of the superconducting transition curves. Hc2(0) is 

obtained to be 67.7 kOe by the fitting performed with the Ginzburg–

Landau (GL) theory [33], Hc2(T) = Hc2(0)[(1-(T/Tc)2)/(1+(T/Tc)2)], 

where Hc2(0) is the upper critical field at 0 K.  

The Hc2(0) of BaIr2 was found to be higher than those of CaIr2 and 

SrIr2 (40–65 kOe [15-17]) despite BaIr2 having a considerably lower 

Tc. Therefore, the Hc2(0) of BaIr2 exceeded the Pauli paramagnetic 

limit (HPauli) of 1.86Tc = 50 kOe [34,35]. The GL coherence length (ξ
0
) 

was calculated to be 69.7 Å using the equation Hc2(0) = Φ0/2πξ
0

2, 

where Φ0 is the magnetic flux quantum. 

We estimated the orbital limit (Horb) to be 56.2 kOe using Horb = 

0.698Tc(|dHc2/dT|T=Tc), where Tc = 2.94 K and |dHc2/dT|T=Tc = 27.4 

kOe/K, based on the Werthamer-Helfand-Hohenberg (WHH) theory 

[36]. The Maki parameter (αM), which is defined as αM = √2Horb/HPauli 

[37], was calculated to be 1.45. This αM value is larger than that ex-

pected for a typical type-II superconductor (αM < 1), indicating that 

the paramagnetic pair breaking effect is dominant in BaIr2. 

 

 

Fig. 5 T dependence of ρ in H of up to 25 kOe for the sample. The 

inset shows the T dependence of Hc2 determined at the midpoint of 

the superconducting transition curves. The solid curve indicates the 

GL fitting. 

 

Figure 6 shows the H dependence of M for the samples measured 

at several temperatures below Tc. At T = 1.9 K, M showed a broad 

minimum at ~260 Oe. The minimum shifted to a lower H with an 
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increase in the measured T.  

When determining the lower critical field Hc1 based on the M–H 

data, it is generally defined by the magnetic field at which the mag-

netization process begins to deviate from a linear behavior associ-

ated with perfect diamagnetism. However, it is probably difficult to 

determine the Hc1 accurately when the Tc value is close to the tem-

perature where the M–H data was collected, as in the case of BaIr2. 

Therefore, we defined the Hc1 by the relation Hc1 = Hp/(1-N) as re-

ported in the literature [38]. Here, Hp is referred to as the penetra-

tion field, which is defined as the intersection point between the 

extrapolation of perfect diamagnetism and a level of the minimum 

magnetization, as indicated by the dashed lines in Fig. 6. [39]. Alt-

hough this method may slightly overestimate the value of Hc1, it al-

lows for the systematic evaluation of the Hc1 at each temperature 

[40].  

As indicated by the solid line in the inset of Fig. 6, the Hc1 thus 

obtained was in agreement with that reproduced by the following 

formula based on the GL theory: Hc1(T) = Hc1(0)[1–(T/Tc)2]. We 

calculated Hc1(0) to be 286 Oe. The London penetration depth λ0 of 

1520 Å was derived using the equation Hc1(0) = Φ0/πλ0
2. 

The GL parameter of κGL = λ0/ξ0 is determined to be 21.8, indicating 

that BaIr2 is a type-II superconductor (κGL > 1/√2). 

 

 

Fig. 6 H dependence of M at several temperatures below Tc for the 

sample. The inset shows Hc1 as a function of (T/Tc)2. The solid line 

indicates a fitting based on the GL theory. 

 

The measurement of C was performed on a sample cut from the 

same pellet as that used for the powder XRD and magnetization 

measurements. The contribution of Ir in the sample to C was 

subtracted using the reported parameters [31] according to the 

molar ratio in the sample estimated by Rietveld analysis [41]. The 

contribution of unknown substances to C was not included in the 

analysis. However, the amount of the unknown substances in the 

sample was small judging from the XRD pattern; thus, the impact on 

the analysis results was considered to be minimal. 

The T2 dependence of C/T for BaIr2 thus obtained is shown in Figure 

7. A clear jump in the specific heat indicates the bulk nature of 

superconductivity. The data for T2 in the 7–20 K2 range were fitted 

with C/T = γn + βT2, where γn (the Sommerfeld constant) and β are 

the coefficients associated with the electron and phonon 

contributions to the total specific heat (C = Cel + Cph), respectively. 

The fitting yields the values for γn and β as 12.0 mJ mol−1 K−2 and 

1.83 mJ mol−1 K−4, respectively. The Debye temperature ΘD was 

calculated to be 147 K using β = (12/5)NπRΘD
-3, where R = 8.314 J 

mol−1K−2 and N = 3 (N is the number of atoms per formula unit cell). 

The ΘD of BaIr2 is lower than that of CaIr2 and SrIr2 (160–214 K [15-

17]), which can be qualitatively explained as the effect of the larger 

atomic weight of Ba. The Tc of the sample is as low as 2.7 K, and a 

good linear fitting is obtained at T2 < 20 K2, as shown in Fig 7. 

Therefore, the obtained values of γn and β are expected to be almost 

the same even if superconductivity is suppressed by applying a 

magnetic field. 

The inset shows the T dependence of Cel, which is obtained by 

subtracting the phonon contribution from C. The 

thermodynamically determined Tc was 2.35 K. The electron–

phonon coupling constant λe-p in BaIr2 was evaluated using the 

McMillan equation [42], λe-p = (μ*ln(1.45Tc/ΘD)-1.04)(1-

0.62μ*)/(1.04+ln(1.45Tc/ΘD), where μ* is a Coulomb pseudopotential 

parameter. Using Tc = 2.35 K, ΘD = 147 K, and the standard μ* value 

(0.13), λe-p was calculated to be 0.63. The λe-p of BaIr2 was 

considerably smaller than that (0.79–1.17) of CaIr2 and SrIr2 [15-17]. 

The normalized specific heat jump (ΔCel/γnTc) was estimated to be 

~1.2, which is obtained from the fitting with the α-model [43]. This 

value is close to that obtained through the Bardeen–Cooper–

Schrieffer (BCS) model (1.43). The measured values of λe-p and ΔCel 

/γnTc indicate that BaIr2 is a weak-coupling superconductor. The 

values of ΔCel /γnTc strongly depend on A (= Ca, Sr, Ba) in AIr2. These 

values were reported to be 0.89 for CaIr2 and 1.71 and 2.08 for SrIr2 

[15-17]. The physical parameters experimentally evaluated for BaIr2 

in this study are listed in Table 2. 
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Fig. 7 C/T vs. T2 for BaIr2 below 5 K at the zero field. The solid line 

shows the fitting of data for T2 = 7–20 K2 with C/T = γn + βT2 and its 

extrapolation to T = 0 K. The inset shows the T dependence of Cel 

/γnT. The solid curve shows the fitting with the α-model.  

 

Table 2 

The physical parameters experimentally evaluated for BaIr2 in this 

study. 

Parameters Values 

a 8.038(1) Å 

Tc 2.7 K 

Hc1(0) 286 Oe 

Hc2(0) 67.7 kOe 

αM 1.45 

λ
0
 1520 Å 

ξ
0
 69.7 Å 

κ
GL

 21.8 

γ
n
 12.0 mJ mol

-1
K

-2
 

β 1.83 mJ mol
-1

K
-4

 

Θ
D
 147 K 

λe-p 0.63 

N(0) 3.12 states eV-1 f.u.-1 

ΔCel /γnTc 1.2 

 

3.3 Electronic-Structure Calculation 

Figure 8 shows the DOS of BaIr2 obtained by the first-principles 

calculations with the SOI. The inset shows the magnification of the 

total DOS near EF calculated with and without SOI. As in the cases 

of CaIr2 [16] and SrIr2 [17], the DOS at the Fermi energy (EF), N(0), 

was mostly contributed by the Ir-5d states, and EF was located at a 

valley caused by the splitting of the DOS peak due to the strong SOI. 

The N(0)cal determined by the calculation with SOI was 3.15 states 

eV-1 f.u.-1 (f.u. is formula unit), which is in good agreement with the 

N(0) (3.12 states eV-1 f.u.-1) estimated from the experimentally 

obtained parameters γn and λe-p using the expression 3γn = 

π2kB
2N(0)(1+λe-p). 

The N(0) of BaIr2 was comparable to that reported for CaIr2 and SrIr2 

(3.49 and 2.74 eV-1 f.u.-1, respectively). Therefore, the lower Tc in 

BaIr2, approximately half of that of CaIr2 and SrIr2, cannot be 

explained by N(0). The lower Tc in BaIr2 is possibly attributed to 

weaker electron–phonon interactions.  

 

 

Fig. 8 Total and partial electronic DOS for BaIr2 obtained by the 

first-principles calculation with SOI; E = 0 eV corresponds to the 

Fermi energy EF. The inset is the magnification of the total DOS near 

the EF calculated with/without SOI. 

 

4. Conclusion 

We successfully synthesized BaIr2, a novel C15 Laves phase 

superconductor, using the HP synthesis technique. BaIr2 was found 

to be a type-II superconductor (Tc = 2.7 K) with a large Hc2(0) of 67.7 

kOe beyond the Pauli paramagnetic limit. BaIr2 was classified as a 

weak-coupling superconductor based on the experimentally 

determined ΔCel/γnTc and λe-p. The band structure calculation 

confirmed that the effect of the SOI on N(0) in BaIr2 is strong, similar 

to that observed in the cases of CaIr2 and SrIr2. In fact, the calculated 

N(0) with the SOI was in good agreement with the experimentally 

estimated value. This study also revealed that the superconductivity 

of BaIr2, such as Tc, Hc2, and specific heat jump, is significantly 

different from those of CaIr2 and SrIr2. Further theoretical and 

experimental studies are needed to elucidate the mechanism 
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underlying the particularity of BaIr2. 
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