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Figure S12. Molecular weight distribution of unentangled and entangled polymers. 
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3 1H NMR spectra of all polymers 

 

 
 
1H NMR of 5-acetamino-1-pentanol in CDCl3. 
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1H NMR of 5-acetaminopentyl acrylate in CDCl3. 
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1H NMR of HA254 in CDCl3. 
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1H NMR of HA1009 in CDCl3. 
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1H NMR of HA229-r-AAPA21 in CDCl3. 

 

  



34 

 

 
1H NMR of HA189-r-AAPA64 in CDCl3. 
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1H NMR of HA123-r-AAPA133 in CDCl3. 
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1H NMR of AAPA280 in DMSO-d6. 
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