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Abstract 

Quantum spin liquid (QSL), a state characterized by exotic low energy fractionalized excitations 

and statistics is still elusive experimentally and may be gauged via indirect experimental 

signatures. Remnant of QSL phase may reflect in the spin dynamics as well as quanta of lattice 

vibrations, i.e., phonons, via the strong coupling of phonons with the underlying fractionalized 

excitations i.e., Majorana fermions. Inelastic light scattering (Raman) studies on V1-xPS3 single 

crystals evidences the spin fractionalization into Majorana fermions deep into the paramagnetic 

phase reflected in the emergence of a low frequency quasielastic response along with a broad 

magnetic continuum marked by a crossover temperature T* ~ 200 K from a pure paramagnetic 

state to fractionalized spins regime qualitatively gauged via dynamic Raman susceptibility. We 

further evidenced anomalies in the phonons self-energy parameters in particular phonon line 

broadening and line asymmetry evolution at this crossover temperature, attributed to the decaying 

of phonons into itinerant Majorana fermions. This anomalous scattering response is thus indicative 

of fluctuating fractionalized spins suggesting a phase proximate to the quantum spin liquid state 

in this quasi two-dimensional (2D) magnetic system. 
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INTRODUCTION   

The family of transition metal phosphorous tri-chalcogenides (TMPX3, TM = V, Mn, Fe, Co, Ni 

or Zn and X = S, Se) with a strong in-plane covalent bonds and weak van der Waals gap between 

the layers of magnetic atoms have appeared as an intriguing candidate for exploring the quasi-2D 

magnetism, where the inter-planar direct- and super-exchange magnetic interactions are 

substantially quenched [1-3]. The underlying magnetic ground state ( GS ) in these materials is 

affected by the trigonal distortion (TMX6) due to change in the local symmetry from Oh to D3d, 

which consequently lifts the degeneracy of the d-orbitals. Magnetic studies on these materials 

reveals the emergence of quite different magnetic GS  on varying TM atoms; such as, FePS3 

shows an Ising-type transition at TN ~ 123 K, NiPS3 /MnPS3 undergoes a XY/ Heisenberg-type 

transition at TN = 155 K / 78 K, respectively [4]. We note that in this TMPX3 family, vanadium-

based system remains largely unexplored beyond their basic properties. The recent reports on 

V0.9PS3 revealed an insulator-to-metal phase transition at very nominal pressure (~ 26 Kbar) 

without any structural transition and realized the Kondo effect within the metallic phase. It was 

also advocated that this system lies in the close proximity of the quantum spin liquid (QSL) state 

[1]. As the insulator-to-metal transition is also associated with antiferromagnetic (AFM) to 

paramagnetic transition, and opens the possibility of a highly entangled spin liquid phase due to 

honeycomb lattice via potential Kitaev interactions. Interestingly, recently a new kind of Kondo 

behavior has been proposed and is attributed to gauge fluctuations from bond defects in spin-

liquids [5]. These experimental observations and theoretical predictions suggest a key route to the 

observation of fascinating QSL state in these quasi 2D quantum magnetic materials. An important 

characteristic of these systems, is that despite all being isostructural, magnetic lattice is 2D 

honeycomb structure formed by TM ions, have different spin dimensionality. For example, GS  
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dynamics of  MnPS3 member of this family is described by isotropic ( J J
^
= ) Heisenberg 

Hamiltonian ||   .   .   . [ (  ) ]ix ix iy iy iz iz

ij

H J S S S S J S S^=-  + +ä ; FePS3 using Ising ( 0J
^
= ) model, 

whereas NiPS3 is understood using anisotropic (J J
^
> ) model. This complexity is further 

enhanced in the GS  of V-based system, V0.85PS3, also reflected in the magnetic measurements 

[6], where the magnetic susceptibility exhibits intriguingly different behavior compared with other 

members of this family, suggesting the presence of an additional exotic competing interaction in 

the Hamiltonian, such as Kitaev, to completely understand the underlying magneticGS .  

Patterns of the exotic GS  magnetic properties in this system may emerge from the presence of 

strong quantum fluctuations due to entanglement of the underlying spins within the honeycomb 

lattice i.e., a QSL state. Interest in the field of QSL was renewed with the seminal work of Kitaev 

in 2006 [7] and subsequently certain conditions were laid down for the realization of a QSL state 

such as [8] presence of hexagonal honeycomb lattice, mott-insulator, edge sharing octahedra in the 

structure and spin-orbit coupling. A large number of systems have been proposed, however so far 

there is not a single system which perfectly display QSL state as a trueGS . Although numerous 

proposed systems do show strong signature of a QSL state or a proximate QSL state [9-11]. 

However, in all those cases an ideal QSL state is preempted by the long-range magnetic ordering 

at low temperature. Despite this, the signature of a QSL state may be captured as fluctuation in the 

short-range ordering regime much before setting up of the long-range ordering. Recently, it was 

shown that in a magnetic system, CrSi/GeTe3, with 3/ 2S=  and very weak spin-orbit coupling 

does reflect the signature of a QSL state understood using 3/ 2S= XXZ-Kitaev model given as 
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fractionalized excitations was also reported in a magnetic 1/ 2S=  Kagome AFM systems 

attributed to a remnant QSL state [14]. Also, in case of a putative QSL candidate Ŭ-RuCl3, it was 

shown that the low temperature zigzag AFM state is stabilized by quantum fluctuations with spin 

liquid state as a proximate metastable state [15]. Generally, for a quantum spin system frustration, 

dimerization, interchain/interlayer coupling, vacancy/defects leading to bond disordered, and spin-

phonon coupling have an impact on the dynamics of the low energy excitations [16-18]. In 2D 

quantum systems, spin liquid GS is naturally a consequence of exotic topologies such as 

hexagonal honeycomb structure as both the triangular and square lattice have AFM like GS  [16]. 

For V1-xPS3, we do have p-p dimer formation in the b-c plane (see Fig. 1), vacancy, hexagonal 

honeycomb lattice, hinting that it may have remnant of QSL state as strong quantum fluctuations. 

Inherent coordination flexibility and electronic configuration of V ion makes it possible to realize 

exotic exchange with topologies.  

Motivated by these diverse suggestions and possibilities of a QSL state in these quasi 2D magnetic 

systems, we carried out an in-depth Raman scattering studies on single crystal of V0.85PS3 to 

understand the underlying exotic properties. Evidences of a QSL state or its remnant may be 

uncovered via observation of the quantum fluctuations of the associated spin degrees of freedom 

and their coupling with the lattice degrees of freedom through spin-phonon coupling. Inelastic 

light (Raman) scattering is an excellent technique to probe such dynamic quantum fluctuations 

reflected via the emergence of the quasielastic response at low energy and a broad continuum in 

the Raman response 
''( , )Tc w [19-23], smoking gun evidence of a QSL state. Here, we observed a 

strong low energy quasielastic response with lowering temperature and a broad continuum; quite 

startling, it starts emerging much above the long-range magnetic ordering temperature. These 

characteristic features clearly suggest the presence of strong underlying quantum fluctuations. 
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Surprisingly, the corresponding estimated dynamic Raman susceptibility, 
dync , amplitude is not 

quenched below TN; as expected for a conventional magnetically ordered system, signalling that it 

emerges from a proximate QSL state or its remnant. Our observations evince the signature of a 

remnant QSL state as fluctuating part suggests that this system lies in proximity of a QSL ground 

state. This also suggest that the low temperature ordered phase may be proximate to the quantum 

phase transition into a spin liquidGS . The anomalies observed in the 
dync  maps parallel with the 

anomalies seen in the self-energy parameters of the optical phonons i.e., peak frequencies and line-

widths. Here, we report the experimental evidence supporting the existence of a remnant QSL 

phase in V0.85PS3 using Raman spectroscopy.  

RESULTS AND DISCUSSION  

Temperature evolution of the broad magnetic continuum - Fractionalized fermionic 

excitations 

Magnetic Raman scattering give rise to a broad continuum originates from underlying dynamical 

spin fluctuations and may be used to gauge the fractionalization of quantum spins expected for 

proximate spin liquid candidates [24-31]. To investigate possible emergence of the fractionalized 

fermionic excitations, we carried out a detailed analysis of the temperature evolution of the 

observed broad magnetic continuum in the Raman spectra. The fractional spin excitations play a 

key role in dictating the temperature evolution of the background continuum of the Raman spectra 

because their occupation is determined by the Fermi distribution function. First, we focus on the 

temperature evolution of the integrated intensity of the background continuum to determine the 

fractionalized excitations energy scale [29], where the raw Raman intensity I(ɤ) is integrated over 

a range of 1.0 meV - 95 meV as: ( )
max

min

,  I I T d
w

w
w w=ñ . Figure 2(d) shows the temperature 
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evolution of the integrated intensity of the background continuum. As can be seen from the Fig. 

2(d), the integrated intensity of the background continuum shows a non-monotonic temperature 

dependence, at high temperature the intensity variation is mainly dominated by a conventional one 

particle scattering corresponding to thermal Bose factor given as: [ ]( , )  1 ( , )  ;I T n Tw w´ +  where 

[ ] /
11 ( , ) 1/ [ ]b Bk T

en T
ww -

-+ = . However, at low temperature a significant deviation from the 

conventional bosonic excitations is observed below ~150 K, the intensity shows monotonic 

increase with decreasing temperature down to lowest recorded temperature (4K). To understand 

the temperature dependence of the integrated intensity of the background continuum, we fitted 

with a function having contribution from both Bosonic and two-fermion (related to the creation 

and annihilation of the pair of fermions, its functional form is given as: 2[1 ( , )]a b f Tw+ - , where 

/
1 ]( , ) 1/ [ f Bk T

ef T
w

w += is Fermi distribution function with zero chemical potential [29]), 

excitations. The fitting outcome reveals that the temperature dependence of the integrated intensity 

below ~ 150 K is mainly dominated by the fermionic excitations and the corresponding 

fractionalized energy scale for the fermions is ɤf = 10.3 meV (~ 85 cm-1). The temperature 

evolution of the integrated intensity of Bose-subtracted spectra is shown in Fig. 2(d), clearly 

indicating the significant enhancement of magnetic contribution below ~ 150-200 K, as fitting well 

with the two-fermion function, [ ]
2

1 ( , )a b f Tw+ - . Our analysis clearly evidences the signature 

of fractionalized fermionic excitations in the V0.85PS3, a key signature of proximate QSL phase, 

inline with the other 2D honeycomb putative QSL candidates, Ŭ-RuCl3 as well as Li2IrO3 [28,30]. 

Now, we will discuss the Raman response,''( , )Tc w , which shows the underlying dynamic 

collective excitations at a given temperature, where ''( , )Tc w  is calculated by dividing raw Raman 

intensity with Bose factor, 
''( , )  1 ( , )  ( , )I T n T Tw w c wè øê ú´ + . The Raman response, ''( , )Tc w , is 
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proportional to stokes Raman intensity given as: 

0

''( ) (0)( , ) e   1 ( , ) ( , )i tdt R t RI T n T Tww w c w
¤

è øê ú= ´ +ñ ; where R(t) is the Raman operator and 

[ 1 ( , )n Tw+ ] is the Bose thermal factor. Figure 2(a) shows the temperature evolution of the 

''( , )Tc w . We note that ''( , )Tc w  is composed of the phononic excitations superimposed on a 

broad continuum extending up to ~ 95 meV. The detailed analysis of the self-energy parameters 

of all the observed phonon modes i.e. peak frequency and linewidth is given in the supplementary 

information [6]. An in-depth analysis of this broad continuum may provide the further information 

about the underlying nature of the dynamical spin fluctuations via the dynamic Raman 

susceptibility ( dync ). Interestingly the Raman response shows a significant increase in the spectral 

weight on lowering the temperature [see Fig. 2(a) and its inset], and quite surprisingly it continues 

to increase upon entering into the spin solid phase unlike the conventional systems where it is 

expected to quench below TN. This characteristic scattering feature is typical of the scattering from 

underlying quantum spin fluctuations. For further probing the evolution of this broad magnetic 

continuum and underlying quantum spin fluctuations we quantitatively evaluated dync , shown in 

Fig. 2 (c). dync at a given temperature is evaluated by integrating phonon subtracted Raman 

conductivity, ''( ) /c w w, shown in figure 2 (b), and using Kramers - Kronig relation as:   

                                  

''

0
0

( )2
lim   ( 0, )dyn k d
w

c w

w
c c w w

p

W

­
= = ¹ñ                                                  (1)  

where W is the upper cutoff value of integrated frequency chosen as ~ 95 meV, where Raman 

conductivity shows no change with further increase in the frequency. With lowering temperature 

dync  shows nearly temperature independent behavior down to ~200 K as expected in a pure 

paramagnetic phase, on further lowering the temperature it increases continuously till 4K. In the 
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quantum spin liquid phase, Raman operator couples to the dispersing fractionalized quasi particle 

excitation and reflects the two-Majorana fermion density of states [26]. Therefore, increase in the 

dync below ~ 200 K reflects the enhancement of Majorana fermion density of states and marks the 

cross over from a paramagnetic to the proximate spin liquid state where fractionalized excitations 

start building up. Remarkably, the temperature dependence of the phonon modes also showed the 

anomalies around ~ 200 K, reflecting the strong coupling of fractionalized excitations with the 

lattice degrees of freedom (discussed in later section). For conventional antiferromagnets as system 

attains ordered phase dynamical fluctuations should be quenched to zero, contrary here we 

observed a significant increase in dynamic Raman susceptibility hinting strong enhancement of 

dynamic quantum fluctuations [16,31-33]. The diverging nature of ( )dyn Tc  as T Ÿ 0K, clearly 

suggests the dominating nature of quantum fluctuations associated with the underlying collective 

excitations down to the lowest temperature. This is also consistent with recent theoretical 

understanding, where it was advocated, that dynamic correlations may have unique temperature 

dependence in system with quantum spin liquid signatures and the fractionalization of the quantum 

spins contribute to dynamic spin fluctuations even in the high temperature paramagnetic phase 

[34]. Therefore, naturally the signature of spin fractionalization is expected to be visible in the 

dynamical measurable properties such as dynamic Raman susceptibility as observed here. It was 

also shown that in the low temperature regime dynamical structure factor, related with spin-spin 

correlation function, shows quasielastic response with lowering temperature and was suggested as 

evidence for fractionalization of spins. 

Next, we focus on the very low frequency region (LFR) i.e., 1-9 meV, where we observed the 

emergence of a strong quasielastic response at low temperature, see Fig. 3 (a and b). We evaluated 

the dynamic Raman susceptibility, 
dyn

LFRc  for this low energy range (see Fig. 3 (c)). The observed 
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dyn

LFRc  remains nearly constant till ~ 200 K, and shows monotonic increase with further decreasing 

the temperature down to 4K. We fitted both dync  and 
dyn

LFRc using a power law as dyn Tac ´  (Ŭ = 

-0.34 for dync , see solid blue line in Fig. 2 (c); and Ŭ = -0.67 for 
dyn

LFRc , see solid line in Fig. 3 (c)). 

Here we observed power law behavior of dync  and 
dyn

LFRc  much above TN unlike the conventional 

pure paramagnetic phase where it is expected to show saturation. The power law dependence of 

dync and 
dyn

LFRc  even well above the long-range magnetic ordering temperature reflects the slowly 

decaying correlation inherent to the quantum spin liquid phase and triggers fractionalization of 

spins into itinerant fermions at T* ~ 200 K [35,36]. We note that this anomalous temperature 

evolution of the background continuum along with phonon anomalies, discussed later, cannot be 

captured by the conventional long-range ordered magnetic scattering, rather, it reflects the 

presence of fractionalized excitations which are intimately linked with the quantum spin liquid 

phase, in line with the theoretical suggestions for a QSL state.  

We wish to note that in a recent report for the case of a putative QSL candidate RuCl3 [15], QSL 

phase is predicted with long range ordering at TN ~ 7K (Zigzag AFM state). It is shown that in the 

high temperature paramagnetic phase quasielastic intensity of magnetic excitation have broad 

continuum and the low temperature AFM state is quite fragile with competition from FM 

correlation and QSL phase; in fact, AFM state is advocated to be stabilized by Quantum 

fluctuations leaving QSL and FM states as proximate to theGS and at slightly higher temperature 

Kitaev QSL state becomes prominent. Furthermore, it was advocated that FM and QSL states 

proximate to AFM GS are essential to understand the anomalous scattering continuum. Based on 

our observations and phonon anomalies (discussed in next section) this broad magnetic continuum 
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is attributed to the fractionalized fermionic excitations in this material with quasi 2D magnetic 

honeycomb lattice.  

 

Modeôs asymmetry and anomalous phonons 

Interaction of the underlying magnetic continuum with the lattice degrees of freedom may reflect 

via asymmetric nature of the phonon line shape, known as Fano-asymmetry, and may provide 

crucial information about the nature of underlying magnetic excitations responsible for the 

magnetic continuum. This asymmetry basically describes the interaction of a continuum with a 

discreate state (optical-phonons here) and this effect have its origin in the spin-dependent electron 

polarizability involving both spin-photon/phonon coupling [37-39]. For the spin liquid candidates, 

recently it was advocated that spin-phonon coupling renormalizes phonon propagators and 

generates Fano line shape resulting into observable effect of the Majorana fermions and the Z2 

gauge fluxes, a common denominator for a quantum spin liquid GS [40,41]. The evolution of 

phonon modes asymmetry in putative QSL candidate materials seems ubiquitous [30,42-44] 

suggesting the intimate link between QSL phase and phonons asymmetric line shape. Additionally, 

it was also shown that the lifetime of the phonons decreases with decreasing temperature i.e., 

increase in linewidth with decreasing temperature, attributed to the decay of phonon into itinerant 

Majorana fermions [45]. This is opposite to the conventional behavior where phonon linewidth 

decreases with decreasing temperature owing to reduced phonon-phonon interactions.  

Figure 4 (a) shows the temperature dependent Raman spectra in a frequency range where couple 

of modes (P2, P6 and P7) show strong asymmetric line evolution. Itôs very clear that these phonon 

modes gain asymmetric line shape with decreasing temperature. Interestingly these modes are also 

superposed on the broad underlying magnetic continuum in the region where spectral weight of 
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the continuum is dominating. Asymmetric nature of these three phonons mode is gauged via slope 

method, see supplementary information (section S7) for details and equivalence between slope 

method and Fano function ( 2 2

0( ) ( ) / (1 )F I qw e e= + + ; where 
0( ) /e w w= - Gand 1/q  defines 

as the asymmetry); here we have adopted a slope method because Fano function fitting resulted 

into large error. Figure 4 (b) shows the normalized slope for these three modes. Interestingly, the 

asymmetry gauged via slopes shows strong temperature dependence [see Fig. 4(b)]; it has a high 

value in the long-range-ordered phase at low temperature, above TN (Ḑ60 K) it continuously 

decreases till Ḑ200 K, and thereafter it remains nearly constant up to 330 K, clearly suggesting the 

presence of active magnetic degrees of freedom far above TN. A pronounced feature of this mode 

asymmetry is that it conjointly varies with dynamic Raman susceptibility on varying temperature 

[discussed above; see Fig. 2 (c) and 3 (c)], implying that its asymmetric line shape is also an 

indicator of spin fractionalization or emergence of spin liquid phase, and the increased value below 

200 K (
*T - defined as a crossover temperature) may be translated to a growth of finite spin 

fractionalization. We also tried to fit the temperature evolution of the slopes with the two-fermion 

scattering form 2[1 ( )]a b f w+ - , (see Fig. 4 (b)) and the extracted fermionic energy scale is also 

found to be similar to that estimated from intensity fitting of the continuum background (see Fig. 

2 (d)). It is quite interesting that evolution of modeôs asymmetry for these optical-phonons maps 

parallel to the thermal damping of the fermionic excitations. In materials with QSL phase asGS , 

spins are fractionalized into the Majorana fermions, as a result of this the underlying continuum 

emerging from spin fractionalization couples strongly with lattice degrees of freedom as evidenced 

here. The temperature evolution of these modes, i.e., phonon modeôs line asymmetry, in line with 

the theoretical prediction clearly evidenced the fractionalization of spins into Majorana fermions. 
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For a normal phonon mode behaviour, as the temperature is lowered then phonon peak energy is 

increased and linewidth decreases attributed to the anharmonic phonon-phonon interactions. 

Interestingly, large number of modes showed change in phonon frequency at the cross over 

temperature 
*T (~ 200K) signaling the effect of spin fractionalization on the optical phonons, see 

Fig. 3 (d, e and f). Startlingly, some of the modes showed anomalous evolution of the linewidth 

below 
*T i.e., linewidth increases with decreasing temperature. Fig. 4(c, d and e) shows the 

temperature dependence of the linewidth of the phonon modes which show anomalous behaviour. 

All these modes show clear divergence from the normal behaviour starting at the crossover 

temperature 
*T , implying additional decay channel, similar to the temperature scale associated 

with the phonon modeôs line asymmetry and magnetic continuum reflected via dynamic Raman 

susceptibility. This is also consistent with the theoretical predictions; hence our observation clearly 

evidenced the emergence of fractionalised excitations in this quasi 2D magnetic system starting 

from the crossover temperature reflected via phonon anomalies and broad underlying magnetic 

continuum.  

 

CONCLUSION 

In conclusion, we have performed in depth inelastic light scattering (Raman) studies on V1-xPS3 

single crystals. Where, we focused on the background continuum showing distinct temperature 

dependence via dynamic Raman susceptibility and the phonons anomalies. Our results on 

background continuum and phonons self-energy parameters evince anomaly at the similar 

temperature range suggesting the cross over from a normal paramagnetic phase to a state where 

spin fractionalization begins and marked the onset of proximate quantum spin liquid phase. Our 

studies evinced the signature of spin fractionalization in this quasi 2D magnetic honeycomb lattice 

system. In addition to the observation of a broad magnetic continuum and its anomalous 
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temperature evolution, our results on the evolution of the modeôs line asymmetry and phonon 

anomalies, in particular for the phonon modes lying on the underlying magnetic continuum, opens 

the possibility to experimentally identifying the theoretically predicted effects of fractionalized 

excitations of QSL phase in putative spin liquid candidates. 
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Figure Captions: 

Figure 1: Crystal structure of VPS3 plotted using (VESTA) as viewed along (a) arbitrary direction. 

(b) a-axis, (c) b-axis and (d) c-axis, thick grey solid lines connecting vanadium atoms represent 

2D honeycomb lattice formation. Red, blue and green color spheres represent Vanadium, 

Phosphorus and Sulphur, respectively. 

 

Figure 2: (a) Temperature evolution of the Raman response ( , )'' Twc [measured raw Raman 

intensity/1 ( , )n Tw+ ]. Inset shows the phononôs subtracted Raman response. Lables P1-P15 

represent phonon modes. (b) Temperature dependence of the phononôs subtracted Raman 

conductivity ( , ) /'' Tw wc . (c) Temperature dependence of  ( )dyn Tc obtained from Kramer - 

Kronig relation. The solid blue line is power-law fit dyn Tac ´ . Background colored shading 

reflects different magnetic phases. (d) Shows the magnetic contribution to the integrated intensity 

in the energy range 1 to ~ 95 meV, after subtracting the bosonic background (shown in the inset 

as green color line). Red solid line represents fitting by the two-fermion scattering function 

[ ]
2

1 ( , )a b f Tw+ - ; where 
/

1 ]( , ) 1/ [ f Bk T
ef T
w

w +=  is the Fermi distribution function. Inset 

shows bosonic and fermionic behavior of integrated intensity. 
*T (~ 200K) represents the 

temperature where spins fractionalization starts building up. 

 

Figure 3: (a), (b) Shows temperature evolution of the Bose-corrected spectra i.e. Raman response, 

( , )'' Twc , and Raman conductivity, ( , ) /'' Tw wc , in the low frequency region LFR (1-9.0 meV), 

respectively. (c) Temperature dependence of ( )dyn

LFR Tc obtained from Kramerôs Kronig relation. 

The solid blue line is power-law fit 
dyn

LFR Tac ´ . Background colored shading reflects different 

magnetic phases. (d, e and f) Modeôs frequency evolution as a function of temperature for the 

modes P2, P4, P6, P7, P9 and P10. Red solid lines are guide to the eye. 
*T (~ 200K) represents the 

temperature where spins fractionalization starts building up. 

 

 



17 
 

Figure 4: (a) Shows the raw Raman spectrum in the frequency range of ~ 45 ï 360 cm-1 showing 

the evolution of the asymmetry for the modes P2, P6 and P7. (b) Shows the evolution of the 

phonons modes P2, P6 and P7 (as inset) normalized asymmetry gauged via slope. Background 

colored shading reflects different magnetic phases. (c, d and e) Shows the linewidth for the modes 

P2, P4, P6, P7, P9 and P10. Red solid lines are guide to the eye. 
*T (~ 200K) represents the 

temperature where spins fractionalization starts building up. 
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Figure 2: 
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