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Abstract 
Cold electropolishing (EP) of a nitrogen-doped (N-doped) 
niobium (Nb) superconducting RF (SRF) cavity was found 
to improve its quality factor. In order to understand the ef-
fect of EP temperature on N-doped and undoped surfaces, 
a systematic EP study was conducted with 2/0 N-doped and 
heat-treated Nb samples in a beaker. The Nb samples were 
electropolished at different surface temperatures ranging 
from 0 to 42 °C. The results showed that the doped surface 
was susceptible to the sample temperature during EP. EP 
resulted in the surface pitting on the doped samples where 
the number density of pits increased at a higher tempera-
ture. The surface results were compared with the surface of 
cutouts from a 9-cell cavity which was 2/0 N-doped and 
electropolished. This paper shows detailed surface features 
of the N-doped and undoped Nb surfaces electropolished 
at different temperatures. 

INTRODUCTION 
The superconducting RF performance of niobium (Nb) 

cavities was greatly improved in the last 20 years. N-dop-
ing of cavities was a great invention that showed enhance-
ment in the quality factor of the cavities [1]. This doping 
process has been successfully applied to LCLS II and 
LCLS II HE. The interstitial nitrogen atoms with no nio-
bium nitride phase are necessary to reduce BCS resistance 
that enhances the quality factor [2]. After the doping is ap-
plied, niobium nitride phase formed on the surface is re-
moved by electropolishing (EP) process. The cavities 
tested in a vertical cryostat revealed that the post-doping 
EP temperature affects their SRF performance. The cold-
EP with a typical cavity temperature of ~15 ºC is applied 
to improve the cavity performance. This temperature was 
set based on the experience with the cavity performance. 
Although the effect of cold-EP on the cavity performance 
is known, a clear understanding on relation between sur-
face feature on N-doped Nb material and a temperature in 
EP is still lacking. This study was conducted to gain more 
understanding on this subject so that further improvement 
on the cavity surface and performance can be achieved.  

EXPERIMENTS 
EP experiments were conducted with Nb samples which 

were doped with the 2/0 nitrogen doping (N-doping) recipe 
[3] or heat-treated at 800 ºC for 3 h in a furnace. The sam-
ples during doping and heat-treatment were not covered by 

a Nb box or foil. The samples were experiencing furnace 
atmosphere during the process. The samples used in this 
study were prepared in a size of 1x1 cm2 and from the same 
Nb sheet. The samples after furnace treatment were elec-
tropolished in an acid bath having a heat-sink element that 
maintained the acid at a desired temperature. The standard 
electrolyte (a mixture of sulfuric and hydrofluoric acids) 
was used for EP of the samples. With the setup used in this 
study, the acid temperature can be maintained in a wide 
range from ultra-cold temperature (-8 ºC or below) to room 
temperature. A thermocouple was attached to the Nb sam-
ple to measure its temperature during EP. This makes easy 
to compare sample temperature with the cavity temperature 
measured at the outer surface of the cavity during EP. In 
the sample EP, no acid stirring was applied to avoid any 
effect of acid flow on the surface. Sample EP was per-
formed at different temperatures at the standard EP voltage 
of 18 V. A list of samples with their furnace treatment con-
ditions and temperature in EP is given in Table 1. A re-
moval thickness in EP for both doped and undoped samples 
was ~5 µm. All the samples in the EP process were set ver-
tically with a known orientation. The sample surface was 
inspected with a confocal laser microscope to compare 
their surface features after EP. 

To compare the sample surface with a cavity surface, 
cutouts from a 9-cell cavity (CAV0018), which was one of 
the early cavities treated at FNAL with 2/0 N-doping fol-
lowed by EP for 7 µm average removal, were inspected 
with the microscope. The post-doping EP was performed 
at 14 V and a cavity temperature of ~24 ºC. This cavity was 
processed before the cold-EP temperature below 15 ºC was 
decided. 
 
Table 1: N-doped and undoped samples with furnace 
treatment conditions and surface temperatures during EP. 

Sample Furnace 
Treatment 

Sample Temperature 
in EP (ºC) 

2/0-ND-1 2/0 N-doping 0–3 

2/0-ND-2 2/0 N-doping 13–16 

2/0-ND-3 2/0 N-doping 22–24 

2/0-ND-4 2/0 N-doping 38–42 

800C-UD-1 800 ºC/3hrs 32–36 

 ____________________________________________  
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Figure 1: N-doped samples after 5 µm removal in EP performed at maximum temperatures of (a) 3 ºC, (b) 16 ºC, (c) 24 
ºC, and (d) 42 ºC. The arrow shows the orientation of the samples in the EP bath. (e) 3D image of the surface shown in 
(c). (f) Surface profile along the line over a pit shown in (e).
 

 
Figure 2: Traces of bubbles originating from a pit-like fea-
ture on the surface electropolished after 800 ºC/3hrs heat 
treatment (Sample 800C_UD-1). The arrows in (a) show 
the positions where the bubbles were supposed to be gen-
erated. 

RESULTS AND DISCUSSION 
 Microscope images of the N-doped samples listed in Ta-
ble 1 are shown in Fig. 1. The orientation of the sample in 
the EP bath is illustrated with the images. The images 
showed that the surface contained many pits after removal 
of 5 µm. The number density of the pits was increasing 
with increase in the surface temperature during EP. Many 
pits were found after EP performed even at a low tempera-
ture ~16 ºC. However, the pits were not as wide as at higher 
temperatures. The depth of pits was measured to be > 2 µm 
as shown by a profile in Fig. 1. The surface of the samples, 
mainly 2/0-ND-4, electropolished at higher temperatures 
were also found to have traces of gas bubbles originating 
from the pit positions. The bubble traces were heading 
from the bottom to top direction of the samples set 

vertically during for EP. A sample was soaked in the elec-
trolyte at 23 ºC for an extended period of 2 hours to see the 
effect of the acid on the surface. The surface feature 
changed microscopically after soaking. However, no pits 
were formed due to the acid soak. 
 The samples heat-treated (HT) at 800 ºC for 3 hours were 
usually not having pits except a few spots showing pit-like 
feature with bubble traces in a 1x1 cm2 area. Figure 2 
shows a spot with pit-like feature associated with bubble 
traces on the undoped sample (800C_UD-1). However, the 
pits were not as deep as observed in the case of N-doped 
samples. The undoped sample (UD-2), which was not sub-
jected to any furnace treatment, have not shown any pit or 
bubble traces on the surface. 

 
Figure 3: (a) Optical image of the cutout from cell-2 of the 
9-cell cavity (b) 3D image of one of the pits on the surface.  
 
 In order to see the effect on cavities, cutout samples from 
a N-doped 9-cell cavity (CAV0018) electropolished for 7 
µm removal were observed. EP was performed at 14 V and 
a cavity temperature of 24 ºC. The surface of the cutout 
from cell-2 of the cavity is shown in Fig. 3. The pits were 



also found on the cavity surface. However, the number 
density of pits was lower than that found on the Nb samples 
after EP at similar temperature. The equator surface in the 
end cells, which showed a rough surface due to grain etch-
ing [4], were not having pits.  
 The pitting on the N-doped surface was not formed after 
acid soaking for 2 hours. This test confirmed that the pit-
ting was not formed due to the etching by the acid in ab-
sence of applied voltage. The pit-like feature with bubble 
traces on the samples suggested that gas evolution started 
from the spot which supposed to contain impurities. These 
impurities might be NbN and NbC. The generated gas bub-
bles were supposed to be responsible for the pits formed on 
the surface. The bubbles which stayed on the surface can 
enhance local reaction on the bubble positions [5]. The 
bubble traces were the signature of presence of gas bub-
bles.  
 The gas evolution from an electrode depends on an elec-
trolyte, applied voltage, temperature, and current density. 
The standard acid used here is suitable for EP of Nb for a 
wide range of voltage, current density and temperature. 
The same acid may not be appropriate for EP of NbN, NbC, 
or other impurities in the same range of EP parameters. The 
sample temperature accelerates the chemical reaction rate 
which can elevate gas evolution rate. This might be the rea-
son for a higher density of pits on the samples elec-
tropolished at higher temperatures. 
 The low number density of pits on the cavity surface as 
compared to that on the sample might be due to the follow-
ing possible three reasons: 
(1) The cavity flanges were covered with Nb caps. The 
caps might help to reduce incorporation of impurities into 
the surface [6]. The pitting and bubble traces on the 800C-
UD-1 sample, which was only heat treated at 800 ºC for 3 
hours without covering it with an Nb box or foil, might be 
due to the furnace impurity incorporated into the Nb sur-
face.  
(2) Cavity EP was performed at a lower voltage of 14 V. 
The low voltage EP might reduce the formation of serious 
pitting on the surface. The gas evolution might be also be 
associated with the applied EP voltage which might be too 
high for nitride and carbide phases of niobium to generate 
a gas on the surface. A typical polarization curve (a current 
vs voltage curve) includes a linear region, a polishing plat-
eau region, and a gas evolution region. The gas evolution 
region appears at a higher voltage which varies for differ-
ent materials being electropolished. Although the applied 
voltage was within a range of the polishing plateau for the 
Nb material, the same voltage might be too high to lead 
oxygen gas generation from the positions containing impu-
rities. Based on this explanation, it appears that a compar-
atively low voltage in combination with a low temperature 
may reduce the number density of pits. However, reducing 
a voltage for EP below the plateau onset voltage results in 
preferential etching of Nb grains and cause a large step on 
the grain boundaries [5]. Etching of the grains in the end-
cells of the cavity was also observed as reported elsewhere 
[4]. The effect of heavy doping in the end-cells and EP volt-
age on preferential grain etching needs to be understand. 

This is under study and not covered in this manuscript. Fur-
ther study is necessary to understand the effect of applied 
voltage on the pit density and to optimize applied voltage 
and surface temperature for EP.  
(3) The depth of pits depends on the residence time of bub-
ble on the EP surface [5]. A longer residence time could 
result in a deeper pit. The cavity rotation with 1 rpm during 
the EP process might move the bubbles from the cavity sur-
face and reduce the residence time of bubbles on the same 
position. At 1 rpm cavity rotation, the same spot on the cav-
ity surface experienced only ~36 s in the acid since the cav-
ity volume was ~60% filled with the acid. This obviously 
limited the residence time of a bubble staying on the same 
position to ~36 s. This suggested that the cavity rotation 
might be useful to reduce pitting effect. 

CONCLUSION 
 EP of N-doped and undoped samples was performed at 
different temperatures. The varying surface temperatures 
in the EP process affected the surface features. A higher 
temperature resulted in the formation of the high number 
density of pits which were more than 2 µm in depth. The 
number of pits decreased with the decrease in the sample 
surface temperature. Only a few pits were seen in 1x1 cm2 
area of the 2/0-ND-1 which was electropolished at ~0 ºC. 
The pits with bubble traces were found even on the elec-
tropolished sample 800C-UD-1 that was heat-treated at 
800 ºC for 3 hours. This showed that furnace impurities in-
corporated in the Nb sample during the heat treatment. The 
cavity surface also showed pits which were less in the den-
sity and with smaller depth. Gas evolution from the surface 
was supposed to be the cause of the pit formation on the 
surface electropolished at higher temperatures.   
 A systematic study is to be performed with a coupon cav-
ity to understand the effect of EP temperature and voltage 
on the N-doped cavity surface.  
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