Role of spin orbital coupling in unconventional superconductivity
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We have studied the superconducting properties of the ternary noncentrosymmetric superconductors
TaXSi (X = Re,Ru), with the help of muon spin rotation/relaxation (µSR) and density functional
theory calculations. Our transverse-field µSR measurements reveal isotropic s-wave superconductivity in TaReSi and multi-gap superconductivity with gap nodes in TaRuSi. Zero-field µSR measurements, highly sensitive to very small magnetic fields find no evidence for spontaneous fields in the
superconducting state of TaReSi, whereas we observe spontaneous fields which onset with superconductivity indicating broken time reversal symmetry (TRS) superconductivity in TaRuSi. Broken
TRS in weakly coupled TaRuSi can be attributed to a non-unitary triplet pairing state, while in
TaReSi, this state is suppressed due to strong anti-symmetric spin orbital coupling. Our results
in TaXSi demonstrate that the strength of spin orbit coupling can be responsible for stabilizing
unconventional superconductivity.

Understanding the origins of unconventional superconductivity has remained a key challenge, despite decades
long research efforts. The role of the underlying crystal
structure has been recognized for its role in determining the allowed symmetries of the superconducting state
[1]. The discovery of coexisting heavy fermion superconductivity and antiferromagnetism in CePt3 Si [2, 3],
showed the potential importance of the absence of inversion symmetry for selecting the superconducting and
magnetic state. In superconductors with crystal structures lacking inversion symmetry: ie. noncentrosymmetric superconductors (NCS), parity is not a good quantum number and electronic antisymmetric spin orbital
coupling (ASOC) is allowed by symmetry. This relaxed
symmetry in NCS systems, in presence of strong ASOC,
can give rise to the formation of mixture of spin-singlet
and spin-triplet Cooper pairs [4–8]. Such a superconducting state can go beyond conventional BCS-like superconductivity with various exotic features like time-reversal
symmetry (TRS) breaking, zeros or multiple gaps in the
energy spectrum, and topologically protected nontrivial
surface states [9–16]. Nevertheless, there are multiple
examples of unconventional superconductors with weak
ASOC which break time reversal symmetry, for example
LaNiC2 [17], La7 X3 (X = Ir, Rh, Ni) [9, 18, 19], SrPtAs
[20], CaPtAs [21]. Moreover, the nature of superconductivity, affected by tuning the strength of ASOC, where
other parameters remain the same, has not been widely
studied thus far. TaXSi (X =Ru/Re) is an ideal candidate system for such a study, due to the presence of
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heavier Re atoms and lighter Ru atoms which leads to
varying levels of spin orbital coupling. The presence of
heavier Re atoms in crystal structure of TaReSi, which
contributes to the higher ASOC, highlights other aspects
of discussion on unconventional superconductivity, with
higher Re concentration being considered as the driving factor for the unconventional nature of some superconductors [22]. An interesting case study is available
on the α-Mn structured Re6 X family where, TRS broken state is observed irrespective of the X element [23–
25] while a few other compounds from the same family
with lesser Re concentration have shown preserved TRS
[26, 27]. A recent study on the type I superconductor
phase of elemental Re attributes the temperature dependent muon relaxation behaviour to muon diffusion [28],
indicating that the nature of the superconducting state
(type-I/type-II, TRS) may be highly sensitive to precise
sample details in this elemental superconductor.
There are many examples of superconductors with
noncentrosymmetric structures that exhibit conventional
behavior, raising questions about the selective appearance of non-BCS characteristics [29–37]. Therefore, the
current understanding of the NCS superconductors can
be improved via further experimental investigations in to
the role of ASOC in the unconventional nature of a superconductor. Here we report the investigations of TaXSi
(X = Re, Ru) via muon spin rotation and relaxation
(µSR) [38], which is a highly sensitive technique that can
detect spontaneous magnetic fields characteristic of broken time reversal symmetry and the presence/absence of
nodes in the superconducting gap. We employ density
functional theory to determine the electronic states and
the effects of spin orbit coupling in TaReSi and TaRuSi
which crystallize in the noncentrosymmetric orthorhom-
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bic TiFeSi-type structure (space group Ima2) [39, 40].
This structure falls under the globally stable nonsymmorphic symmetry, which can host nontrivial topological
features [41, 42].
The samples for this study were synthesized by arcmelting pure Ta, Re/Ru, and Si powders in stoichiometric ratios under an inert atmosphere. We confirmed bulk
superconductivity in our samples with the help of electrical transport, magnetization, and specific heat measurements, which exhibited superconducting transitions at
5.32 K and 3.91 K, respectively, for TaReSi and TaRuSi.
More details on the synthesis and characterization of the
polycrystalline samples used in this study are described
in [40].
Muon spectroscopy measurements were performed at
M15 and M20 beamlines at TRIUMF’s Centre for Molecular and Material Science at Vancouver, which are
equipped with a dilution refrigerator and He4 cryostat,
respectively. The samples were cut into small plates with
the help of a diamond saw and were mounted on the silver sample holder (cold-finger), utilizing copper grease
for good thermal conductivity in the dilution refrigerator
and in an helium exchange gas cooled low background insert in the He4 cryostat. We further secured the samples
with a thin silver foil before mounting them into the dilution refrigerator. We achieved the true-zero field for zerofield (ZF) µSR using the method described by Morris and
Heffner [43], to accurately detect any spontaneous fields.
The ZF-µSR measurements were performed in non-spin
rotated mode while transverse-field (TF) µSR measurements were performed in spin-rotated mode, which involves rotating the muon spins perpendicular to the beam
velocity before landing in the sample, and the field along
the beam direction is applied to the sample. The µSR
data was analyzed with musrfit software [44] to obtain
physical parameters.
Transverse field µSR can be used to examine a superconductor in its vortex state to determine the temperature dependence of the magnetic penetration depth
and from that, the energy gap. During the transverse
field measurements, we cooled the samples in the 51 mT
and 102 mT fields, respectively, for TaReSi and TaRuSi,
which were well above the lower critical field for each
compound. The field cooling procedure ensures a wellordered flux line lattice. The application of magnetic field
has reduced the superconducting transition temperature
compared to those obtained though zero field transport
measurements. Typical time evolution of the asymmetry
spectra for both compounds are shown in Fig. 1(a and c).
For both compounds, the asymmetry spectra are shown
in a rotating reference frame for clarity.
In the mixed state, the presence of a flux line lattice
(FLL) creates an inhomogeneous field distribution, which
gives rise to a decay of the precession signal as a function
of time. The asymmetry spectra were fit using a two
term sinusoidal decaying function.


GTF (t) = A[F exp

−σ 2 t2
2


cos(ω1 t + φ)

(1)

+ (1 − F ) exp (−ψt) cos(ω2 t + φ)]
Here, the first term accounts for the signal from the sample and the second term accounts for the signal from the
silver sample holder (present in the dilution refrigerator
data). F is the sample fraction of the signal, while ω1 and
ω2 corresponds to the muon precession frequencies in the
sample and the background, respectively, while A is the
total asymmetry and φ is the initial phase of the muons.
The depolarization rates for the sample and background
signals are denoted as σ and ψ. The total sample signal depolarization σ contains the contribution from flux
line lattice (σsc ) and the small, temperature-independent
contribution from randomly oriented nuclear dipole moments (σN ), which are added in quadrature. Hence,
the contribution from FLL can be obtained as σsc =
p
2 . The superconducting relaxation rate (σ )
σ 2 − σN
sc
represents the mean square inhomogeneity in the field,
h(∆B 2 i, experienced by the muons due to the underlying flux line lattice [45], where, h(∆B)2 i = h(B − hBi)2 i,
giving the relaxation rate for the FLL
2
σsc
= γµ2 h(∆B)2 i,

(2)

where γµ (= 2π×135.5 MHz/T) is muon gyromagnetic
ratio. The transverse field relaxation rate σ is plotted in
Fig.1 (b) and (d) for TaReSi and TaRuSi, respectively.
For small applied fields [H/Hc2  1 ], the penetration
depth can be calculated from the relaxation rate using
Brandt’s formulae [46] for a triangular Abrikosov vortex
lattice:
σsc (T ) =

0.0609 × γµ φ0
.
λ2 (T )

(3)

Here, σsc (T ) is in µs−1 , λ(T ) is in nm, and φ0
(2.067×10−15 Wb) is the magnetic flux quantum. Hence,
the temperature dependence of the relaxation rate is related to that of penetration depth as:
σsc (T )
λ−2 (T )
= −2
,
σsc (0)
λ (0)

(4)

Within BCS theory the temperature dependence of the
energy gap [47] ∆(T, k̂), is given by

∆(T, k̂) = ∆(0) tanh{1.82 1.018



Tc
−1
T

0.51
}gk̂

(5)
where ∆(0) is the gap magnitude at zero temperature.
The term gk̂ in equation 5 accounts for the orientation (k̂)
dependence of the gap function and can be substituted
with 1 for an s-wave model and | cos(2φ)| for a d-wave
model, where φ is the azimuthal angle.
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FIG. 1. (a) Transverse field asymmetry spectra in the normal and the superconducting states of TaReSi in rotating reference
frame with frequency γµ 45 mT show increased relaxation in the superconducting state due to the formation of flux like lattice
(b) The temperature dependence of muon depolarisation rate and fit to dirty and clean limit BCS models. (c) Transverse field
asymmetry spectra in the normal and superconducting states side of TaRuSi in a rotating reference frame with frequency γµ 90
mT. (d) Fits of the temperature dependence of muon depolarization rate (σ) at applied fields of 102 mT.

The temperature dependence of the superconducting
gap can be obtained from that of penetration depth in
the dirty limit using relation,
*
"
#+
λ−2 (T, k̂)
∆(T, k̂)
∆(T, k̂)
=
tanh
,
(6)
λ−2 (0)
∆(0)
2kB T
and in the clean limit,
*Z


∞
λ−2 (T )
δf
q
=1+2
λ−2 (0)
δE
|∆(T,k̂)|

EdE

+
,

E 2 − ∆2 (T, k̂)

(7)
where f = [1 + exp(E/kB T )]−1 is the Fermi function
and the quantities in the angular brackets are averaged
over the Fermi surface. In order to check for a possible
multi-gap nature as was inferred from susceptibility measurements [40], we have also performed a two-gap model
fitting, where the total depolarization is expressed a sum
of two components,
σF−2LL (T )
σF−2LL (T, ∆0,1 )
σF−2LL (T, ∆0,2 )
=
x
+(1−x)
(8)
σF−2LL (0)
σF−2LL (0, ∆0,1 )
σF−2LL (0, ∆0,2 )
where ∆0,1 and ∆0,2 are the gap values at zero temperature and x and (1 − x) are the weights corresponding

to the two gaps. We have fit the data using both an s+s
wave model and a s+d wave model. The results of the
fit are presented in Table I with the plots shown in Fig.
1(b) and (d) for TaReSi and TaRuSi, respectively.
The arc melted samples of TaReSi and TaRuSi exhibit
a normal state mean free path smaller than the coherence
length [40], likely placing them in the dirty superconducting limit. The ratio of the superconducting gap values to kB TC in the dirty limit are 1.51(6) and 1.246(30)
for TaReSi and TaRuSi, respectively, are smaller than
the weak coupling limit of BCS ratio, (namely 1.76) and
therefore unphysical and thus requiring explanation going beyond weak-coupling BCS. Possible explanations for
this smaller ratio could include the presence of multiple
superconducting gaps, a highly anisotropic s-wave gap,
or gap nodes (such as would exist for a d-wave gap). It
should be noted that the superconducting state mean free
path is unknown and could in principle be larger than the
normal state value and the superconducting coherence
length which would imply clean limit superconductivity.
In the clean limit, TaReSi’s superfluid density fits to a
isotropic gap ratio of 1.81(5) (near the BCS value) and
TaRuSi fits to 1.632(25) (still less than BCS). The measured superfluid density for TaRuSi produces the best
goodness of fit for a double gap s + d wave gap model,
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FIG. 2. (a) Zero field muon spectra collected at temperatures above and below Tc for TaReSi. The spectra for TaReSi has
shown no noticeable difference across Tc as evident from relaxation rate versus temperature graph [Inset]. (b) Zero field muon
spectra collected at temperatures above and below Tc for TaRuSi. A small longitudinal field of 2 mT decouples the muon spin
completely for TaRuSi. The temperature dependence of relaxation rate Λ measured on (c) M15 and [inset] M20 spectrometers
show an increment below Tc for TaRuSi. Curves are guide to the eye.
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FIG. 3. Log-log plot of Tc versus TF , obtained from relaxation rate (σsc (0)) from fig. 1, also called Uemura plot [48–
50], is shown here. The figure shows that TaRuSi and TaReSi
lie close to the band of unconventional superconductors which
include cuprates, iron based superconductors, heavy fermion
superconductors, etc.

with gap ratio values of 1.7(4) and 2(7) as shown in Table
I. The large uncertainty in the magnitude of the d-wave
gap is a reflection of the fact that the changing relaxation rate σF LL at low temperature reflects the thermal
excitation of normal-state quasiparticles near the gap zeroes which are not sensitive to the overall gap magnitude.
The low specific heat jump [40] observed in TaRuSi is
also evidence for an s + d wave model. However, the
likely presence of multiple gaps and the possibility of gap
anisotropy, both of which would affect the temperature
dependence of σF LL makes a definitive statement on the
gap symmetry impossible on the basis of our relaxation
rate data.

Values of the zero temperature penetration depth,
λ(0), obtained for TaRuSi and TaReSi are 365 nm
and 561 nm, respectively, in the clean limit: the values obtained from other models are very similar and
can be found in table I. Subsequently, we calculated
ns (0)/(m∗ /me ) which results 2.1×1026 kg−1 m−3 and
0.90×1026 kg−1 m−3 for TaRuSi and TaReSi, respectively.
Here, m∗ is effective mass of the superconducting carrier and ns is the superfluid density. Using m∗ from
ref. [40], the calculated superfluid densities are 0.061 and
0.021 per formulae unit for TaRuSi and TaReSi, respectively. These values are an order of magnitude smaller
than the normal state carrier concentrations, which is the
case with many unconventional superconductors. The
Fermi temperatures, TF , obtained with the help of the
Sommerfeld coefficient, γn , from Ref [40] are 848 K and
486 K for TaRuSi and TaReSi, respectively. These TF
values put these superconductors in close proximity to
other exotic superconductors on the Uemura plot [48–50]
as shown in Fig. 3. According to Uemura classification,
the ratio Tc /TF is in the range 0.01 ≤ Tc /TF ≤ 0.1 for
unconventional superconductors and Tc /TF ≤ 0.001 for
conventional superconductors.
Muon spin relaxation measurements performed in the
zero field (ZF) configuration can give unambiguous evidence of a spontaneous magnetic field that originates
from a TRS breaking superconducting state. ZF spectra
for both samples were collected at temperatures above
and below the superconducting transition as shown in
Fig. 2(a-b). In the absence of static electronic moments
the muon ensemble polarization decays due to randomly
oriented nuclear magnetic moments and is generally described by the Gaussian Kubo-Toyabe function GKT (t)

GKT (t) =



σ 2 t2
1 2
+ (1 − σ 2 t2 )exp −
3 3
2

(9)
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TABLE I. Muon depolarization fitting parameters and resultant superconducting state parameters
(c.l. = clean limit, d.l.= dirty limit)
Model

∆0 (meV)

TC (K)

∆0 /kB TC

TaReSi

s-wave c.l.
s-wave d.l.

0.765(15)
0.627(23)

4.89(9) 1.82(5)
4.82(8) 1.51(6)

TaRuSi

s-wave c.l.
s-wave d.l.
s + s wave
s + d wave

0.489(6)
0.368(8)
0.53(7),0.39(20)
0.51(11), 0.5(9)

3.47(3)
3.43(2)
3.46(4)
3.45(3)

χ2

λ(0)(nm) ns /(m∗ /me )(1026 m−3 )

0.75
0.78

561
561

0.90
0.90

365
364
365
357

2.1
2.1
2.1
2.2

1.632(25)
0.944
1.246(30)
0.98
1.77(23),1.3(7) 0.77(66) 1.02
1.7(4), 2(7)
0.84(65) 0.79

where σ reflects the width of the nuclear dipolar field
experienced by the muons.
We fit our ZF spectra with the following relaxation
function
A(t) = A1 GKT (t)exp(−Λt) + ABG

fraction

(10)

where A1 is the sample asymmetry, ABG is the background asymmetry and the additional relaxation term
exp(-Λt) accounts for any additional relaxation channels (such as broken TRS). The spectra corresponding
to TaReSi are seen to relax more rapidly than those for
TaRuSi, which can be attributed to the larger nuclear
magnetic moment of Re in comparison to Ru.
In the absence of broken time-reversal symmetry, the
ZF-µSR asymmetry spectra will be temperature independent. However, when there is a spontaneous magnetic
field due to broken time-reversal symmetry in the superconducting state, an additional relaxation of the muon
polarization appears below Tc . In the case of TaRuSi,
such a small yet clearly visible difference in the asymmetry spectra can be observed in Fig. 2(b), while the
spectra for TaReSi are temperature independent as evident from Fig. 2(a). An analysis performed using equation 10 gives no change in the exponential relaxation rate
Λ for TaReSi, while showing a small gradual increase
for TaRuSi, as the temperature is decreased below Tc
while the Kubo-Toyabe relaxation rate σ maintained a
constant value across the transition. A temperature independent value of Λ above Tc with an increase below
Tc indicates an onset of a small spontaneous magnetic
field in the superconducting state for TaRuSi, behaviour
characteristic of a broken time-reversal symmetry in the
superconducting state. We performed a low longitudinal field measurement in the superconducting state for
TaRuSi. It is apparent from Fig. 2(b) that the small
field of 2 mT is sufficient to decouple the muon relaxation from the weak spontaneous fields, indicating the
emergent field in the superconducting state for TaRuSi
is static on the time scale of the muon lifetime. From the

increase in the ZF relaxation rate, (∆Λ ' 0.01 µs−1 ),
the magnitude of the spontaneous field can be estimated
as ∆Λ/γµ ' 0.012 mT. This value is less than that reported for TRS breaking superconductors UPt3 [51] and
Sr2 RuO4 [52], however, it is comparable to weakly correlated non-centrosymmetric superconductors Re6 X (X =
Zr, Hf, Ti) [23–25], La7 X3 (X = Ir, Rh, Ni) [9, 18, 19]
and LaNiC2 [17].
To further characterize TaXSi, we have performed
fully-relativistic electronic structure calculations using
the plane-wave pseudopotential formalism of density
functional theory (DFT) as implemented in the Quantum Espresso code [53]. For the exchange-correlation
functional, we have used the generalized gradient approximation [54]. A 6×6×6 Monkhorst-Pack k-point grid
was used to sample the Brillouin zone in the DFT selfconsistency cycle, while the density of states and Fermi
energy were computed using a dense 24×24×24 k-point
grid. We have used a kinetic energy cutoff of 100 Ry
for the wavefunctions and 400 Ry for the charge density.
Projector augmented-wave pseudopotentials with nonlinear core correction as provided in the PSlibrary were
used. The unit cell and atomic positions are relaxed until
forces on each atom are less than 10−3 Ry/Bohr. The experimentally determined lattice constants [40] were used
as a starting condition for the relaxation. The resulting lattice constants are a = 7.02 Å, b = 11.56 Å, and
c = 6.70 Å for TaReSi, and a = 7.30 Å, b = 11.20 Å, and
c = 6.51 Å for TaRuSi are in excellent agreement with
the values reported in Ref. [40] which were measured
using X-ray diffraction at room temperature.
Fig. 4 shows the computed DFT band structure for
both materials with and without SOC as well as the total and atom-projected density of states. Fermi surface
sections obtained from our DFT calculations with and
without SOC are shown in Fig. 5. For both compounds,
we have found multiple Fermi surface sheets, allowing
for the possibility of the multi-gapped superconductivity. A common measure of the ASOC energy, EASOC ,
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FIG. 4. (a) TaReSi band structure with SOC (blue) and without SOC (black). (b) TaReSi total (black), Re-projected (blue),
and Ta-projected (red) density of states with SOC. (c-d) The same quantities calculated for TaRuSi as in (a-b) respectively.

FIG. 1. Band structure and density of states. Black: without SOC, blue: with SOC. Left: TaRuSi, right: TaReSi.

FIG. 5. Fermi surface plots for TaReSi and TaRuSi with and without SOC. The effect of SOC on splitting the Fermi surfaces
can be seen by comparing the top row to the bottom two rows in case of (a) TaReSi and (b) TaRuSi. Fermi surface sections
plotted in (a) differ significantly between the top and bottom rows, indicating the strong effect of SOC on Fermi surface splitting
for TaReSi. However, the Fermi surface sections plotted in the top row of (b) are close to those of the bottom rows, indicating
a weak effect of SOC on Fermi surface splitting for TaRuSi.

is obtained through estimating the band splitting near
the Fermi energy [55]. It can be seen in Fig. 4 that, for
TaRuSi, EASOC is at most about 50 meV, while EASOC is
well over 100 meV for TaReSi. EASOC estimated in this
way for TaRuSi (TaReSi) is relatively low (high) when
compared with other NSC superconductors [55]. Fig. 4

also shows that bands near the Fermi energy for TaReSi
are significantly altered by SOC, while bands near the
Fermi energy for TaRuSi are only slightly altered by the
inclusion of SOC. Similarly, by comparing the top and
bottom rows of plots in Fig. 5, it can be seen that there
is a large splitting of Fermi surface sections due to SOC
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for TaReSi, and a relatively much weaker splitting of
Fermi surface sections for TaRuSi. The electron-phonon
coupling strength is estimated through the renormalization factor, 1 + λe−ph [56], required to match the computed density of states at the Fermi energy, D(EF ), to
states
the values of 2.28 and 3.34 eV
f.u. obtained through measurements of the Sommerfeld constant for TaReSi and
TaRuSi respectively [40]. From the calculated density of
states
states, we have obtained D(EF ) = 1.26 and 1.78 eV
f.u.
giving the estimates λe−ph = 0.81 and 0.88 for TaReSi
and TaRuSi respectively. Both values are close to the
values obtained previously from the McMillan formula
[40] and indicate moderate electron-phonon coupling in
both materials. From the atom-projected DOS, we observe that Ta and Re/Ru orbitals are hybridized with
each contributing equally to conduction.
The results we have obtained for TaRuSi can be compared with what has been observed for LaNiC2 . Both
systems break TRS and share the same point group, C2v .
Therefore, the symmetry analysis of Ref. [57] is applicable for TaRuSi as well. In particular, since C2v has only
one-dimensional irreducible representations, TRS breaking in the superconducting state is only possible when
SOC is weak. This is compatible with the small band
splitting due to SOC which we have obtained from our
DFT calculations for TaRuSi. It is also consistent with
the preservation of TRS observed in TaReSi for which
we have shown that there is significant band splitting
due to SOC. Furthermore, like TaReSi, ThCoC2 has the
same point group, C2v , DFT calculations indicate large
band splitting due to SOC of 150 meV averaged over
the first Brillouin zone [58], and TRS is preserved in
the superconducting state [59]. Following the analysis
of Ref. [57], only a non-unitary triplet-pairing state is
compatible with our observations of TRS breaking in the
superconducting state of TaRuSi. All such states necessarily exhibit gap nodes, consistent with our penetration depth measurements. It is suspected that Hund’s
coupling between electrons on Ni orbitals could provide
the pairing mechanism for non-unitary triplet pairing in
LaNiC2 [60] and LaNiGa2 [61, 62]. Similar arguments
could be made for describing the possible triplet-pairing
mechanism in TaRuSi given Hund’s coupling is also significant in many Ru-based materials [63, 64].
It was speculated that large ASOC in Li2 Pt3 B relative
to that of Li2 Pd3 B could explain significant spin-triplet
pairing and line nodes in the energy gap of Li2 Pt3 B, while
Li2 Pd3 B, which has smaller ASOC, exhibits spin-singlet
pairing and an s-wave gap [65]. Similarly to the case
of Li2 Pd3 B, electronic structure calculations for BaPtSi3
have shown a small band splitting near the Fermi surface
due to ASOC [66] while specific heat measurements are in
line with what is expected for a fully-gapped spin-singletpairing superconductor [66]. This, along with our results,
suggests that strong ASOC can drive superconducting
systems to unconventional or conventional superconductivity for some underlying crystal structure symmetries.

In conclusion, we have studied two iso-structural superconductors, TaRuSi and TaReSi, via zero-field and
transverse-field µSR and DFT calculations. We have
shown that the inclusion of ASOC in our DFT calculations significantly modifies the electronic structure of
TaReSi when compared with DFT calculation neglecting ASOC, producing a large band splitting of over 100
meV. In contrast, the electronic structure of TaRuSi is
only weakly affected by the inclusion of ASOC, with band
splitting of less than 50 meV. Given that each of these
compounds share the point-group symmetry, C2v , and
that TaRuSi is shown to break TRS in the superconducting state while TaReSi does not, our results are in alignment with the symmetry analysis of Ref. [57] for superconductors with the C2v point-group symmetry. That is,
we have only observed TRS breaking in the case of weak
SOC, and we suspect that the nature of the superconducting state for TaRuSi is a non-unitary triplet-pairing
state. TaRuSi would therefore be the first system other
than LaNiC2 with the point group C2v to host a nonunitary triplet-pairing state. TaReSi exhibits BCS type
superconductivity while TaRuSi exhibits nodal superconductivity which is expected from symmetry analysis [57].
Work at McMaster was supported by the Natural Sciences and Engineering Research of Council of Canada.
R. P. S. acknowledges the Science and Engineering Research Board, Government of India for the Core Research
Grant CRG/2019/001028. The financial support from
DSTFIST Project No. SR/FST/PSI-195/2014(C) is also
thankfully acknowledged. This research was enabled in
part by support provided by SHARCNET (sharcnet.ca)
and the Digital Research Alliance of Canada (alliancecan.ca).

[1] M. Sigrist and K. Ueda, Phenomenological theory of unconventional superconductivity, Rev. Mod. Phys. 63, 239
(1991).
[2] E. Bauer, G. Hilscher, H. Michor, C. Paul, E. W. Scheidt,
A. Gribanov, Y. Seropegin, H. Noël, M. Sigrist, and
P. Rogl, Heavy fermion superconductivity and magnetic
order in noncentrosymmetric cept3 Si, Phys. Rev. Lett.
92, 027003 (2004).
[3] I. Bonalde, W. Brämer-Escamilla, and E. Bauer, Evidence for line nodes in the superconducting energy gap
of noncentrosymmetric cept3 Si from magnetic penetration depth measurements, Phys. Rev. Lett. 94, 207002
(2005).
[4] L. P. Gor’kov and E. I. Rashba, Superconducting 2d system with lifted spin degeneracy: Mixed singlet-triplet
state, Phys. Rev. Lett. 87, 037004 (2001).
[5] P. A. Frigeri, D. F. Agterberg, A. Koga, and M. Sigrist,
Superconductivity without inversion symmetry: Mnsi
versus cept3 Si, Phys. Rev. Lett. 92, 097001 (2004).
[6] P. A. Frigeri, D. F. Agterberg, and M. Sigrist, Spin susceptibility in superconductors without inversion symmetry, New Journal of Physics 6, 115 (2004).
[7] E. Bauer and M. Sigrist, Non-centrosymmetric Supercon-

8

[8]

[9]

[10]

[11]

[12]

[13]
[14]
[15]

[16]

[17]

[18]

[19]

[20]

[21]

[22]

ductor: Introduction and Overview , 2nd ed., edited by
M. S. Ernst Bauer (Springer Berlin, Heidelberg, 2012).
V. Edelśhtein, Characteristics of the cooper pairing in
two-dimensional noncentrosymmetric electron systems,
Soviet Physics - JETP (English Translation) 68, 1244
(1989).
J. A. T. Barker, D. Singh, A. Thamizhavel, A. D. Hillier,
M. R. Lees, G. Balakrishnan, D. M. Paul, and R. P.
Singh, Unconventional superconductivity in la7 ir3 revealed by muon spin relaxation: Introducing a new family
of noncentrosymmetric superconductor that breaks timereversal symmetry, Phys. Rev. Lett. 115, 267001 (2015).
K. V. Samokhin, E. S. Zijlstra, and S. K. Bose, cept3 Si :
an unconventional superconductor without inversion center, Phys. Rev. B 69, 094514 (2004).
S. Fujimoto, Electron correlation and pairing states in
superconductors without inversion symmetry, Journal of
the Physical Society of Japan 76, 051008 (2007).
A. P. Schnyder and S. Ryu, Topological phases and surface flat bands in superconductors without inversion symmetry, Phys. Rev. B 84, 060504(R) (2011).
X.-L. Qi and S.-C. Zhang, Topological insulators and superconductors, Rev. Mod. Phys. 83, 1057 (2011).
M. Z. Hasan and C. L. Kane, Colloquium: Topological
insulators, Rev. Mod. Phys. 82, 3045 (2010).
M. Z. Hasan and J. E. Moore, Three-dimensional topological insulators, Annual Review of Condensed Matter
Physics 2, 55 (2011).
A. P. Schnyder, P. M. R. Brydon, and C. Timm, Types
of topological surface states in nodal noncentrosymmetric
superconductors, Phys. Rev. B 85, 024522 (2012).
A. D. Hillier, J. Quintanilla, and R. Cywinski, Evidence for time-reversal symmetry breaking in the noncentrosymmetric superconductor lanic2 , Phys. Rev. Lett.
102, 117007 (2009).
D. Singh, M. S. Scheurer, A. D. Hillier, D. T. Adroja,
and R. P. Singh, Time-reversal-symmetry breaking and
unconventional pairing in the noncentrosymmetric superconductor la7 rh3 , Phys. Rev. B 102, 134511 (2020).
Arushi, D. Singh, A. D. Hillier, M. S. Scheurer, and R. P.
Singh, Time-reversal symmetry breaking and multigap
superconductivity in the noncentrosymmetric superconductor la7 ni3 , Phys. Rev. B 103, 174502 (2021).
P. K. Biswas, H. Luetkens, T. Neupert, T. Stürzer,
C. Baines, G. Pascua, A. P. Schnyder, M. H. Fischer,
J. Goryo, M. R. Lees, H. Maeter, F. Brückner, H.-H.
Klauss, M. Nicklas, P. J. Baker, A. D. Hillier, M. Sigrist,
A. Amato, and D. Johrendt, Evidence for superconductivity with broken time-reversal symmetry in locally noncentrosymmetric srptas, Phys. Rev. B 87, 180503(R)
(2013).
T. Shang, M. Smidman, A. Wang, L.-J. Chang,
C. Baines, M. K. Lee, Z. Y. Nie, G. M. Pang, W. Xie,
W. B. Jiang, M. Shi, M. Medarde, T. Shiroka, and H. Q.
Yuan, Simultaneous nodal superconductivity and timereversal symmetry breaking in the noncentrosymmetric
superconductor captas, Phys. Rev. Lett. 124, 207001
(2020).
T. Shang, M. Smidman, S. K. Ghosh, C. Baines, L. J.
Chang, D. J. Gawryluk, J. A. T. Barker, R. P. Singh,
D. M. Paul, G. Balakrishnan, E. Pomjakushina, M. Shi,
M. Medarde, A. D. Hillier, H. Q. Yuan, J. Quintanilla,
J. Mesot, and T. Shiroka, Time-reversal symmetry breaking in re-based superconductors, Phys. Rev. Lett. 121,
257002 (2018).

[23] R. P. Singh, A. D. Hillier, B. Mazidian, J. Quintanilla, J. F. Annett, D. M. Paul, G. Balakrishnan, and
M. R. Lees, Detection of time-reversal symmetry breaking in the noncentrosymmetric superconductor re6 Zr
using muon-spin spectroscopy, Phys. Rev. Lett. 112,
107002 (2014).
[24] D. Singh, J. A. T. Barker, A. Thamizhavel, D. M. Paul,
A. D. Hillier, and R. P. Singh, Time-reversal symmetry breaking in the noncentrosymmetric superconductor
re6 Hf: Further evidence for unconventional behavior in
the α-mn family of materials, Phys. Rev. B 96, 180501(R)
(2017).
[25] D. Singh, S. K. P., J. A. T. Barker, D. M. Paul, A. D.
Hillier, and R. P. Singh, Time-reversal symmetry breaking in the noncentrosymmetric superconductor re6 Ti,
Phys. Rev. B 97, 100505(R) (2018).
[26] P. K. Biswas, A. D. Hillier, M. R. Lees, and D. M.
Paul, Comparative study of the centrosymmetric and
noncentrosymmetric superconducting phases of re3 w using muon spin spectroscopy and heat capacity measurements, Phys. Rev. B 85, 134505 (2012).
[27] J. A. T. Barker, B. D. Breen, R. Hanson, A. D. Hillier,
M. R. Lees, G. Balakrishnan, D. M. Paul, and R. P.
Singh, Superconducting and normal-state properties of
the noncentrosymmetric superconductor re3 Ta, Phys.
Rev. B 98, 104506 (2018).
[28] D. G. C. Jonas, P. K. Biswas, A. D. Hillier, D. A. Mayoh,
and M. R. Lees, Quantum muon diffusion and the preservation of time-reversal symmetry in the superconducting state of type-i rhenium, Phys. Rev. B 105, L020503
(2022).
[29] F. Kneidinger, H. Michor, A. Sidorenko, E. Bauer,
I. Zeiringer, P. Rogl, C. Blaas-Schenner, D. Reith,
and R. Podloucky, Synthesis, characterization, electronic
structure, and phonon properties of the noncentrosymmetric superconductor laptsi, Phys. Rev. B 88, 104508
(2013).
[30] S. K. P., D. Singh, A. D. Hillier, and R. P. Singh, Probing
nodeless superconductivity in LamSi (m = Ni, pt) using
muon-spin rotation and relaxation, Phys. Rev. B 102,
094515 (2020).
[31] S. K. P., D. Singh, P. K. Biswas, A. D. Hillier, and R. P.
Singh, Superconducting properties of the noncentrosymmetric superconductor laptge, Phys. Rev. B 98, 214505
(2018).
[32] V. K. Anand, A. D. Hillier, D. T. Adroja, A. M. Strydom, H. Michor, K. A. McEwen, and B. D. Rainford,
Specific heat and µsr study on the noncentrosymmetric
superconductor larhsi3 , Phys. Rev. B 83, 064522 (2011).
[33] Y. Qi, J. Guo, H. Lei, Z. Xiao, T. Kamiya, and
H. Hosono, Superconductivity in noncentrosymmetric
ternary equiatomic pnictides lamp (m = ir and rh; p
= p and as), Phys. Rev. B 89, 024517 (2014).
[34] R. P. Singh, A. D. Hillier, D. Chowdhury, J. A. T. Barker,
D. M. Paul, M. R. Lees, and G. Balakrishnan, Probing
the superconducting ground state of the noncentrosymmetric superconductors Catsi3 (t = ir, pt) using muonspin relaxation and rotation, Phys. Rev. B 90, 104504
(2014).
[35] M. Smidman, A. D. Hillier, D. T. Adroja, M. R. Lees,
V. K. Anand, R. P. Singh, R. I. Smith, D. M. Paul, and
G. Balakrishnan, Investigations of the superconducting
states of noncentrosymmetric lapdsi3 and laptsi3 , Phys.
Rev. B 89, 094509 (2014).
[36] V. K. Anand, D. Britz, A. Bhattacharyya, D. T. Adroja,

9

[37]

[38]

[39]

[40]

[41]

[42]

[43]

[44]

[45]

[46]
[47]

[48]

[49]

[50]

A. D. Hillier, A. M. Strydom, W. Kockelmann, B. D.
Rainford, and K. A. McEwen, Physical properties of noncentrosymmetric superconductor lairsi3 : A µsr study,
Phys. Rev. B 90, 014513 (2014).
S. K. P., D. Singh, P. K. Biswas, G. B. G. Stenning,
A. D. Hillier, and R. P. Singh, Investigations of the superconducting ground state of zr3 Ir: Introducing a new
noncentrosymmetric superconductor, Phys. Rev. Materials 3, 104802 (2019).
S. J. Blundell, R. De Renzi, T. Lancaster, and F. L. Pratt,
Muon Spectroscopy: An Introduction (Oxford University
Press, 2021).
G. V. Subba Rao, K. Wagner, G. Ballakrishnan,
J. Janaki, W. Paulus, R. Schollhorn, and U. Poppe,
Structure and superconductivity studies on ternary
equiatomic silicides,mm’si, Bulletin of Materials Science
7, 0973 (1985).
S. K. P. and R. P. Singh, Superconducting properties of
the non-centrosymmetric superconductors TaXSi (x = re,
ru), Superconductor Science and Technology 34, 055003
(2021).
Y. X. Zhao and A. P. Schnyder, Nonsymmorphic symmetry-required band crossings in topological
semimetals, Phys. Rev. B 94, 195109 (2016).
A. Leonhardt, M. M. Hirschmann, N. Heinsdorf, X. Wu,
D. H. Fabini, and A. P. Schnyder, Symmetry-enforced
topological band crossings in orthorhombic crystals:
Classification and materials discovery, Phys. Rev. Materials 5, 124202 (2021).
G. Morris and R. Heffner, A method of achieving accurate zero-field conditions using muonium, Physica B:
Condensed Matter 326, 252 (2003).
A. Suter and B. M. Wojek, Musrfit: A Free PlatformIndependent Framework for µSR Data Analysis, Physics
Procedia 30, 69 (2012), 12th International Conference
on Muon Spin Rotation, Relaxation and Resonance
(µSR2011).
G. Aeppli, E. J. Ansaldo, J. H. Brewer, R. J. Cava, R. F.
Kiefl, S. R. Kreitzman, G. M. Luke, and D. R. Noakes,
Magnetic penetration depth and flux-pinning effects in
high-Tc superconductor la1.85 sr0.15 cuo, Phys. Rev. B 35,
7129 (1987).
E. H. Brandt, Properties of the ideal ginzburg-landau
vortex lattice, Phys. Rev. B 68, 054506 (2003).
A. Carrington and F. Manzano, Magnetic penetration
depth of MgB2, Physica C: Superconductivity and its
Applications 385, 205 (2003).
M. Mandal, S. K. P., R. R. Chowdhury, D. Singh, P. K.
Biswas, A. D. Hillier, and R. P. Singh, Superconducting
ground state of the topological superconducting candidates ti3 x (x = Ir, Sb), Phys. Rev. B 103, 054501 (2021).
Y. J. Uemura, L. P. Le, G. M. Luke, B. J. Sternlieb,
W. D. Wu, J. H. Brewer, T. M. Riseman, C. L. Seaman, M. B. Maple, M. Ishikawa, D. G. Hinks, J. D.
Jorgensen, G. Saito, and H. Yamochi, Basic similarities
among cuprate, bismuthate, organic, chevrel-phase, and
heavy-fermion superconductors shown by penetrationdepth measurements, Phys. Rev. Lett. 66, 2665 (1991).
Y. J. Uemura, G. M. Luke, B. J. Sternlieb, J. H. Brewer,
J. F. Carolan, W. N. Hardy, R. Kadono, J. R. Kempton,
R. F. Kiefl, S. R. Kreitzman, P. Mulhern, T. M. Riseman, D. L. Williams, B. X. Yang, S. Uchida, H. Takagi,
J. Gopalakrishnan, A. W. Sleight, M. A. Subramanian,
C. L. Chien, M. Z. Cieplak, G. Xiao, V. Y. Lee, B. W.
Statt, C. E. Stronach, W. J. Kossler, and X. H. Yu, Uni-

[51]

[52]

[53]

[54]

[55]

[56]

[57]

[58]

[59]

[60]

[61]

[62]

[63]

ns
versal correlations between Tc and m
∗ (carrier density
over effective mass) in high-Tc cuprate superconductors,
Phys. Rev. Lett. 62, 2317 (1989).
G. M. Luke, A. Keren, L. P. Le, W. D. Wu, Y. J. Uemura,
D. A. Bonn, L. Taillefer, and J. D. Garrett, Muon spin
relaxation in upt3 , Phys. Rev. Lett. 71, 1466 (1993).
G. Luke, Y. Fudamoto, K. Kojima, M. Larkin, J. Merrin,
B. Nachumi, Y. Uemura, Y. Maeno, Z. Mao, Y. Mosri,
H. Nakamura, and M. Sigrist, Time-reversal symmetrybreakingsuperconductivity in Sr2RuO4, Nature 258, 748
(1998).
P. Giannozzi, S. Baroni, N. Bonini, M. Calandra, R. Car,
C. Cavazzoni, D. Ceresoli, G. L. Chiarotti, M. Cococcioni, I. Dabo, A. D. Corso, S. de Gironcoli, S. Fabris,
G. Fratesi, R. Gebauer, U. Gerstmann, C. Gougoussis,
A. Kokalj, M. Lazzeri, L. Martin-Samos, N. Marzari,
F. Mauri, R. Mazzarello, S. Paolini, A. Pasquarello,
L. Paulatto, C. Sbraccia, S. Scandolo, G. Sclauzero, A. P.
Seitsonen, A. Smogunov, P. Umari, and R. M. Wentzcovitch, QUANTUM ESPRESSO: a modular and opensource software project for quantum simulations of materials, Journal of Physics: Condensed Matter 21, 395502
(2009).
J. P. Perdew, K. Burke, and M. Ernzerhof, Generalized
gradient approximation made simple, Phys. Rev. Lett.
77, 3865 (1996).
M. Smidman, M. B. Salamon, H. Q. Yuan, and D. F.
Agterberg, Superconductivity and spin–orbit coupling in
non-centrosymmetric materials: a review, Reports on
Progress in Physics 80, 036501 (2017).
F. Marsiglio and J. P. Carbotte, Electron-phonon superconductivity, in Superconductivity: Conventional and
Unconventional Superconductors, edited by K. H. Bennemann and J. B. Ketterson (Springer Berlin Heidelberg,
Berlin, Heidelberg, 2008) pp. 73–162.
J. Quintanilla, A. D. Hillier, J. F. Annett, and R. Cywinski, Relativistic analysis of the pairing symmetry of the
noncentrosymmetric superconductor lanic2 , Phys. Rev.
B 82, 174511 (2010).
G. Kuderowicz, P. Wojcik, and B. Wiendlocha, Electronic structure, electron-phonon coupling, and superconductivity in noncentrosymmetric thcoc2 from ab initio calculations, Phys. Rev. B 104, 094502 (2021).
A. Bhattacharyya, D. T. Adroja, K. Panda, S. Saha,
T. Das, A. J. S. Machado, O. V. Cigarroa, T. W. Grant,
Z. Fisk, A. D. Hillier, and P. Manfrinetti, Evidence of a
nodal line in the superconducting gap symmetry of noncentrosymmetric thcoc2 , Phys. Rev. Lett. 122, 147001
(2019).
G. Csire, B. Újfalussy, and J. F. Annett, Nonunitary
triplet pairing in the noncentrosymmetric superconductor lanica2 , The European Physical Journal B 91, 100506
(2018).
Z. F. Weng, J. L. Zhang, M. Smidman, T. Shang, J. Quintanilla, J. F. Annett, M. Nicklas, G. M. Pang, L. Jiao,
W. B. Jiang, Y. Chen, F. Steglich, and H. Q. Yuan, Twogap superconductivity in laniga2 with nonunitary triplet
pairing and even parity gap symmetry, Phys. Rev. Lett.
117, 027001 (2016).
S. K. Ghosh, G. Csire, P. Whittlesea, J. F. Annett,
M. Gradhand, B. Ujfalussy, and J. Quintanilla, Quantitative theory of triplet pairing in the unconventional
superconductor laniga2 , Phys. Rev. B 101, 100506(R)
(2020).
H. T. Dang, J. Mravlje, A. Georges, and A. J. Millis,

10
Electronic correlations, magnetism, and hund’s rule coupling in the ruthenium perovskites srruo3 and caruo3 ,
Phys. Rev. B 91, 195149 (2015).
[64] A. Georges, L. d. Medici, and J. Mravlje, Strong correlations from hund’s coupling, Annual Review of Condensed
Matter Physics 4, 137 (2013).
[65] H. Q. Yuan, D. F. Agterberg, N. Hayashi, P. Badica,
D. Vandervelde, K. Togano, M. Sigrist, and M. B. Sala-

mon, s-wave spin-triplet order in superconductors without inversion symmetry: li2 pd3 B and li2 pt3 B, Phys. Rev.
Lett. 97, 017006 (2006).
[66] E. Bauer, R. T. Khan, H. Michor, E. Royanian, A. Grytsiv, N. Melnychenko-Koblyuk, P. Rogl, D. Reith, R. Podloucky, E.-W. Scheidt, W. Wolf, and M. Marsman,
baptsi3 : A noncentrosymmetric bcs-like superconductor,
Phys. Rev. B 80, 064504 (2009).

