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Bogoliubov quasiparticles are a coherent electron-hole quantum superposition which typically,
for time-reversal symmetric superconductors, exhibit a spectral distribution with particle-hole sym-
metry. Here, we demonstrate that in two-dimensional noncentrosymmetric superconductors with
multiorbital spin-triplet pairing the energy profile of the density of states at the edge can violate
this paradigm. We show that the structure of Andreev reflections generally leads to pairing states
made of configurations that are orbitally split due to the low degree of crystalline symmetry at the
edge. The resulting pairing state has a mixed parity character in the orbital sector that, in the
presence of reduced crystal symmetry at the edge, sets out a particle-hole asymmetric profile for
the spectral function. These findings indicate a path to design asymmetric spectral functions at the
edge of superconductors with orbital degrees of freedom and time-reversal symmetry. The emerging
signatures can be exploited for the detection of spin-triplet pairing equipped with internal degrees
of freedom.

Introduction. Most of the quantum coherent proper-
ties of superconductors get manifested when the super-
conducting state is varying in space, as for instance at
the edge, nearby the surface, or in proximity to another
system. In spatially inhomogeneous regions, indeed, mul-
tiple Andreev reflections [1] lead to the formation of An-
dreev bound states with characteristic excitation ener-
gies below the superconducting gap [1–6]. The obser-
vation of these states, e.g., through scanning tunnel-
ing microscopy (STM) or angle-resolved photoemission
spectroscopy (ARPES), is crucial to assess the nature of
the superconducting phase and of the underlying pairing
symmetry [3, 6]. This is particularly challenging and rel-
evant in superconductors having topologically protected
boundary modes that are robust with respect to local
perturbations [6–9]. An emblematic case in this context
is provided by the Majorana zero energy modes, as their
successful generation and control represent a fundamen-
tal milestone for achieving topologically protected quan-
tum computation [10].

Recently, STM investigations of the just discovered
heavy-fermion superconductor UTe2 [11–13] revealed an
asymmetric line shape of the density of states at surface
step edges with features that break the particle–hole sym-
metry expected for Bogoliubov quasiparticles [14]. More-
over, the energy asymmetric peaks that are observed in-
side the superconducting gap exhibit a behavior that de-
pends on the direction of the normal to the side surface
of the step edge [14]. It is known that the particle-hole
asymmetry in the superconducting spectra can descend
from the normal state [15–17] or due to pair breaking
scattering [18], as it occurs in cuprates due to their large
energy gap. Similar asymmetric features are also ex-
pected in the presence of sources of time-reversal sym-
metry breaking [19–24] as well as due to mechanisms
driven by electron-boson interactions [25–27] and dissi-
pative coupling [28, 29].

In this context, a fundamental and general question
arises: what type of time-reversal symmetric supercon-
ductor can accommodate Andreev bound states that lead
to a particle-hole asymmetric profile of the density of
states? In this Letter, we provide an answer to this prob-
lem. We demonstrate that in two-dimensional noncen-
trosymmetric superconductors with multiorbital s-wave
spin-triplet pairing the density of states at the edge is
generally marked by an asymmetric line shape. We show
that the lack of horizontal mirror symmetry induces a dis-
tinct type of orbital-dependent Andreev reflections, via
the so-called orbital Rashba interaction [30–34], that
is able to set out a pairing at the edge with orbital
mixed parity in the spin-triplet channel. This pairing
state indeed includes configurations with orbital singlet
(L = 0) and orbital quintet (L = 2) angular momen-
tum (or equivalently mixed singlet-triplet configurations
in the pseudospin manifold spanned by two orbitals). We
demonstrate that this type of pairing in the presence of
the orbitally driven interactions that reduce the crystal
symmetry at the edge of the superconductor, can gener-
ally yield asymmetric spectral distribution of the density
of states.

Model. To illustrate this physical scenario, we consider
a multiorbital 2D electronic system with spin-triplet s-
wave pairing and broken inversion symmetry. The elec-
tronic structure is marked by three bands arising from
atomic states spanning an L = 1 angular momentum sub-
space, such as da orbitals with a = (yz, zx, xy). Here, we
refer to d-orbitals localized at the site of a square lattice
assuming a C4v point group symmetry. The breaking
of planar mirror symmetry (Mz) sets out a polar axis,
z, leading to an orbital Rashba interaction (αOR) that
mixes orbital configurations with different mirror parity,
i.e., xy with xz or yz. As for the spin Rashba inter-
action, the orbital Rashba couples the atomic angular
momentum L with the crystal wave vector k in the usual
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FIG. 1. (a) Sketch of the interorbital spin-triplet/orbital-singlet/s-wave pairing (B1 symmetry for the C4v crystal point group).
The pairing is described by two d vectors. dy for the (xy, yz) orbital channels and dx for the (xy, zx) sector. (b),(c) The
lowest-order Andreev reflection (AR) that originates from the interorbital spin-triplet pairing in (a) at the normal metal
(N)/superconductor (S) interface. Due to the d vector structure, as allowed by the crystal symmetry, AR for [(yz, e), (xy, h)]
in (b) is not equivalent to that for [(zx, e), (xy, h)] in (c). Here, e (h) denotes the electron (hole) quasiparticles. (d)-(g) Higher-
order Andreev reflection caused by OR for (d) [(yz, e), (yz, h)], (e) [(zx, e), (zx, h)], (f) [(yz, e), (zx, h)], and (g) [(zx, e), (yz, h)]

electronic states, respectively. Ĥ0 and Ĥis indicate the scattering processes involving the hopping term and the OR coupling,
respectively. Since the pair potential is associated to spin-triplet pairs, for injected electrons and reflected holes, the spin
orientation is not modified, i.e., the relevant AR processes are spin conserving.

form, i.e. αOR[L̂x sin(ky) − L̂y sin(kx)] [30–34]. In the
manifold of the da orbitals, the components of the an-
gular momentum can be expressed in a matrix form as
[L̂k]lm = iεklm with εklm the Levi-Civita tensor, while
hereafter ŝj=x,y,z refers to the Pauli matrix in spin space,
with ŝ0 being the identity matrix. Assuming that the ba-
sis of the local creation operator of electrons for each d-
orbital is Ĉ†

k = [c†yz,↑k, c
†
zx,↑k, c

†
xy,↑k, c

†
yz,↓k, c

†
zx,↓k, c

†
xy,↓k],

the Hamiltonian can be generally expressed as Ĥ =∑
k Ĉ

†
kĤ(k)Ĉk with Ĥ(k) given by

Ĥ(k)=
∑

a

[εa(k)Pa + αOR

(
gk × L̂

)
· ẑ − µ]⊗ ŝ0

+λSOL̂ · ŝ,

where gk = (sin(kx), sin(ky), 0), while εa(k) =
−2txa cos(kx)−2tya cos(ky)−δa indicate the dispersion re-
lations for each orbital a. The nearest-neighbor hopping
amplitudes are assumed to be tyyz = txxz = txxy = tyxy = t,

txyz = tyxz = t′, and Pa = (L̂2 − L̂2
a)/2 is a projector on

the orbital a subspace. At the Γ point of the Brillouin
zone, a degeneracy occurs between the xz and the yz or-
bitals, thus δxz = δyz = 0. In turn, the orbital xy has
a nonvanishing crystal field splitting, δxy ≡ ∆t, whose
amplitude depends on the crystalline distortions. λSO is
the atomic spin-orbit coupling expressing the interaction
between the spin and angular momentum at each site.

One can tune the number of Fermi lines from two to six
by varying the chemical potential µ. Here, we focus on
the configuration with six Fermi lines, by choosing a rep-
resentative value for µ, i.e. µ/t = 0.35, because we aim
to have all the orbitals active at the Fermi level. Am-
plitude variations of µ that keep the number of Fermi

lines do not alter the qualitative outcome of the results.
For the superconducting state, the Bogoliubov-de Gennes
(BdG) Hamiltonian is then directly constructed by in-
cluding the pair potential ∆̂(k). We consider different
symmetry allowed local (s-wave) spin-triplet pairing with
orbital-singlet character. The various irreducible repre-
sentations can involve s-wave (k-independent) d vector
components for any given pair of orbitals [35]. The fo-
cus here is on superconducting states with B1 and A1

symmetry in the C4v group. The B1 order parameter is
described [35–37] by an s-wave d vector with dx (dy) com-
ponents corresponding to local electron pairs between
{dzx, dxy} ({dzy, dxy}) orbitals, respectively. We recall,
that the dx and dy components refer to spin-triplet pairs
having zero spin projections along the x and y direc-

tions, respectively. Due to the C4v symmetry, d
(xy,zx)
x

and d
(xy,yz)
y are equal in amplitude. A schematic illus-

tration of the spin and orbital structure of the B1 Cooper
pair is shown in Fig. 1 (a). We notice that for this con-
figuration the pair potential in the bulk does not involve
all the orbitals as electrons in the xz and yz orbitals are
not directly paired. Hence, it allows us to investigate the
orbital reconstruction of the pairing at the edge. The
B1 phase exhibits nodal points along the diagonal of the
Brillouin zone ([110] direction) with nonzero topological
number, due to the chiral symmetry of the BdG Hamil-
tonian [35–42] and can lead to anomalous Josephson ef-
fects [37, 42]. The A1 pairing configuration instead yields
a fully gapped superconducting phase. Additionally, the
A1 s-wave d vector components can be non-vanishing for
any given pair of orbitals in the (zx,yz,xy) manifold (see
Supplemental Material [43]). The comparison of the A1

and B1 phases, hence, allows us to discern the role of
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FIG. 2. Anomalous part of the retarded Green’s function
F̂ (E, ky) for the B1 representation at a representative momen-
tum ky = 0.05π at the (100) termination for the equal-spin
intra-orbital channels (a) (yz ↑, yz ↑) and (b) (zx ↑, zx ↑),
and equal-spin interorbital components (c) (yz ↑, zx ↑) and
(d) (zx ↑, yz ↑). Red-solid (blue-dotted) line denotes the real
(imaginary) part of the anomalous part. At finite momentum
the real part of the anomalous Green’s function has both even
and odd frequency components. The orbital Rashba interac-
tion is αOR/t = 0.20, the chemical potential µ/t = 0.35, and
the gap amplitude |∆0| = 0.0010t, respectively.

topological nodal points and the orbital dependence of
the d vector components.

Orbital dependent Andreev reflection and anomalous
pair correlations. Andreev [1] considered the reflection
of electrons incident from a normal region into a super-
conducting domain of the same material as schematically
described in Fig. 1b. For energies below the gap, the elec-
tron is forbidden to propagate into the superconducting
region and the scattering from the pair potential in the
superconductor convert an electron into a hole. When
dealing with the spin-triplet superconductor upon exam-
ination the Andreev reflection has an inherently richer
spin-orbital structure [Fig. 1 (b) and Fig. 1 (c)]. In-
deed, a spin polarized electron-like excitation with, for in-
stance, xz orbital character, upon reflection is converted
into an outgoing xy hole excitation with the same spin
orientation. This reflection involves the dy spin-triplet
pair potential [Fig. 1 (b).] A similar process occurs for
the zx electron-like excitation that, via the dx pair po-
tential, get converted into an outgoing xy hole excita-
tion [Fig. 1 (c)]. We thus observe that basic Andreev
reflections involve conversion among orbital states with
opposite Mz mirror parity. However, we note that the
orbital Rashba coupling involves charge transfers along
the x and y directions [Fig. 1 (d)] with orbital hybridiza-

tion that does not conserve the Mz mirror parity. This
aspect is thus relevant to allow for high-order Andreev
reflections that can convert electron into hole states with
the same horizontal mirror parity. The resulting pro-
cesses are schematically described in Figs. 1 (e) and 1
(f). Indeed, multiple reflections by the superconducting
pair potential combined with intermediate orbital mix-
ing, through the orbital-Rashba coupling (His), leads to
both yz-electron to yz-hole and yz-electron to zx-hole
conversion. We observe that the inter-orbital yz-zx re-
flection requires both dx and dy pair potentials; thus an
effective rotation in the spin space of the spin-triplet d
vector is needed. On the other hand, the equal orbital
(i.e., zx or yz) electron-hole conversion is achieved with-
out rotating the d vector. These processes indicate that
the induced intra- and interorbital pairing amplitudes are
generally not equivalent, thus leading to an orbital mixed
parity configuration.

In order to verify and quantify the orbital structure
of the pair correlations at the edge we evaluate the cor-
responding anomalous Green’s function. The analysis
is performed by means of the recursive Green’s func-
tion method [44–46] assuming a semi-infinite geometry
for the superconductor. The anomalous Green’s func-
tion, F̂ (E, ky), is then evaluated for equal spin orien-
tation, i.e. ↑↑ and ↓↓, and within the (zx, yz) orbital
manifold, at the edge of the superconductor, assuming
that the termination is perpendicular to the (100) direc-
tion. The results demonstrate that the edge pair corre-
lations induced in the (xz, yz) manifold for spin-triplet
pairs have a rich orbital structure (Fig. 2). At zero mo-
mentum the real part of the anomalous Green’s function
is purely odd-in-frequency [47–54], while at finite mo-
mentum it exhibits both even and odd frequency compo-
nents. This is expected on the basis of the Fermi-Dirac
statistics and the multi-orbital character of the paring
amplitude. Moreover, we observe that, due to the ma-
trix structure of L̂, the eigenstates of its components L̂k,
with non-vanishing quantum numbers (+1,−1), are gen-
erally expressed as combinations of two out of three states
with zero orbital polarization. Hence one has, for in-
stance, that for Lz the (+1,−1) configurations are given
by |±〉z = 1√

2
(∓i|xz〉+ |yz〉). Then, in the (xz, yz) or-

bital manifold, since the intra- and inter-orbital anoma-
lous Green functions are non-vanishing, one can have
pairs with total orbital angular momentum Lz = 2, i.e.
with +z+z and −z−z configurations. Taking into ac-
count that for the spin channel the pairs have a spin-
triplet structure, and by combining the spin and orbital
angular components, Jz = Lz + Sz, one ends up with
an effective pairing configuration with Jz = 3 and thus
a septet paired state. Moreover, since the inter-orbital
pair amplitudes are not equivalent for exchange of the
orbital index, the resulting state includes an orbital sin-
glet configuration too. Such orbital singlet and quintet
mixed parity state is a general mark of the pairing struc-
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ture at the edge for all the pairs of orbital channels in
the (zx,yz,xy) manifold.
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FIG. 3. Density of states (DOS) D(E) in the bulk (a),(b)
and at the edge (c),(d) for a representative configuration with

spin-triplet/orbital-singlet/s-wave B1 (d
(xy,zx)
x , d

(xy,yz)
y ) =

(|∆0|, |∆0|) and A1 states (d
(xy,zx)
x , d

(xy,yz)
y , d

(yz,zx)
z ) =

(−|∆0|, |∆0|, 0.0). We choose a representative orbital Rashba
coupling as αOR/t = 0.30 while the chemical potential is given
by µ/t = 0.35. The other electronic parameters are t′ = 0.01t,
∆t = 0.5t, λSO = 0.1t, and the gap amplitude |∆0| = 0.001t.

Asymmetric peaks in the density of states. We then
move to the analysis of the density of the states at the
edge of the superconductor by considering a 2D geometry
with different terminations [i.e., (100) and (110)] and for
the B1 and A1 pairing symmetry in the bulk. The den-
sity of states (DOS) D(E) is calculated by the retarded
Green’s function G̃(E, ky),

D(E) = − 1

π
Im

∫
dkyTr′[G̃(E, ky)]. (1)

In the superconducting state, the trace is performed by
singling out the electron contribution. We adopt the re-
cursive Green’s function method [45] to obtain the re-
tarded Green’s function G̃(E, ky) at a surface layer (see
Supplemental Material [43]).

As mentioned before, the bulk DOS for the B1 [Fig.
3(a)] and A1 [Fig. 3(b)] indicates that the B1 is nodal
while the A1 has a small gap. The evaluation of the
DOS at the edge for both the B1 [Fig. 3(c)] and A1 [Fig.
3(d)] superconducting phases reveals an asymmetric line
shape that occurs only for the (100) termination. For the
A1 the asymmetric profiles occur for any choice of the d
vector structure (see Supplemental Material [43]). The
asymmetric spectral weight distribution has a significant
orbital dependence among the xz and yz channels (see

Supplemental Material [43] for details). This aspect re-
flects the fact that xz and yz orbitals have a significant
orbital anisotropy in the kinetic term along the (100)
termination, thus resulting into a substantial rotational
symmetry breaking at the boundary. On the other hand,
for the (110) case, both xz and yz have a similar hop-
ping amplitude along the (110) and the other diagonal
(11̂0) direction with a low degree of orbital anisotropy
and rotational symmetry breaking. Since an asymmetric
DOS is obtained for both the A1 and B1 phases, we also
observe that the nodal structure of the gap function is
not a needed feature for the achieved effects.
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FIG. 4. (a) Schematic illustration of two superconducting
chains in the xy plane with different spatial position along x-
axis and translational symmetry along y. tiγγ′ with γ, γ′ = a, b
and i = x, y describe the effective hopping amplitudes within
the (xz,yz) manifold along the x and y directions. (b) Local
density of states for the (xz,yz) orbitals as a function of the
tyaa hopping parameter that controls the orbital anisotropy,
while keeping tybb = t and the strength of the C4 rotation
symmetry in the finite size two-chains problem. The reduction
of the tyaa amplitude yields a splitting of the orbital excitations
and an asymmetric profile of the density of states.

Effective model and mechanism for asymmetric DOS.
At this point, we would like to provide a minimal model
to capture the mechanisms related to the occurrence of
the asymmetric density of states at the edge. To this aim,
we consider an effective model with equal spin (i.e. spin-
triplet) pairing and with only two-orbital degrees of free-
dom. We focus on the orbital manifold spanned by the
(xz,yz) states which have opposite parity with respect
to the vertical mirrors (e.g. Mx) and are energy degener-
ate in the tetragonal configuration with C4v point group
symmetry. This implies that at the edge they get split
and coupled by crystalline interactions that break mirror
and rotation symmetries. Then, in order to make a di-
rect connection with the problem upon examination that
breaks translational symmetry and lacks rotation and
vertical mirror symmetries at the boundary, we consider
a model Hamiltonian in real space for a limited number of
chains. Here, on the basis of the complete analysis of the
anomalous correlator at the edge, we can assume that the
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pairing amplitude is given by an s-wave equal spin con-
figuration (spin-triplet) with orbital-singlet. This is in-
stead generally realized due to the orbital Andreev reflec-
tions and the reduced crystalline symmetry at the edge as
demonstrated by the behavior of the anomalous Green’s
function in Fig. 2, even when in the bulk the s-wave
pairing channel is vanishing due to C4v symmetry con-
straints. The model for the two-chains includes orbital
dependent electronic charge transfer along the x and y
as it is expected to occur for the (xz,yz) states in the
presence of rotation and mirror symmetry breaking (see
Supplemental Material [43] for the details of the model
Hamiltonian). We introduce the amplitudes tiγγ′ with
γ, γ′ = a, b and i = x, y to describe the effective hopping
within the (xz,yz) manifold along the x and y directions.
Due to the finite size of the model system, assuming that
taa = tbb and tab = 0, one recovers the rotational orbital
symmetry and the density of states has the typical profile
of a conventional s-wave superconductor (bottom panel
in Fig. 4) with a full gap in the energy range [−|∆0|, |∆0|].
Then, one can break the orbital rotational symmetry by
unbalancing the taa and tbb amplitudes. With this as-
sumption the C4 rotation symmetry is broken while the
vertical mirror symmetry is preserved. For instance, one
can consider the change of the hopping amplitude of the
xz orbitals along the y directions. The hopping asymme-
try acts like an effective k-dependent orbital field in the
(xz,yz) manifold and thus it splits the peaks associated
with the orbital excitations. The splitting and the occur-
rence of spectral weight asymmetry can be observed in
the density of states [Fig. 4(b)] already for a small devia-
tion of tybb from tyaa. The spectral weight profile gets more
asymmetric as the amplitude of the orbital field increases
by unbalancing taa with respect to tbb. Similar modifica-
tions of the density of states can be obtained by varying
the hopping amplitudes along the x direction. Along this
line, by considering a nonvanishing tab one can also intro-
duce a term that breaks both rotation and vertical mirror
symmetries. As for the previous cases, such symmetry
breaking yields effects on the density of states that are
similar to those reported in Fig. 4. Additionally, one can
also consider orbital triplet configurations in the orbital
manifold and obtain particle-hole asymmetric spectra in
the presence of rotation and mirror symmetry breaking.
The emerging physical scenario can be also qualitatively
accounted by making the following analogy. Assuming
that the (xz,yz) states are configurations associated to a
pseudospin 1/2, the achieved spin-triplet orbital-singlet
configuration in the presence of rotation and mirror sym-
metry breaking at the edge is analogous to a spin-singlet
configuration – spin up and down corresponding to the
xz and yz orbitals – subjected to a source of time re-
versal symmetry breaking with spin dependent mass in
momentum space and anisotropic magnetic field. Thus,
taking into account this analogy, the crystalline interac-
tions that break rotation and mirror symmetries act as

effective fields that break the time reversal in the pseu-
dospin orbital space.

Conclusions. We show the occurrence of asymmetric
density of states in time-reversal spin-triplet supercon-
ductors equipped with an orbital degree of freedom that
at the edge are subjected to a symmetry breaking field in
the orbital space due to the reduced crystalline symmetry
and orbital Andreev reflections. The achieved outcomes
have several consequences concerning the materials and
the detection of unconventional pairing. First, the asym-
metry in the DOS can be exploited to distinguish be-
tween acentric superconductors with time-reversal spin-
triplet pairs in a single-orbital odd-parity channel (e.g.
p-wave) with respect to those marked by a multi-orbital
even-parity (e.g. s-wave) structure. Second, we have a
clear-cut example of a superconductor equipped with An-
dreev bound states that results in asymmetric peaks in
the spectra that depend on the strength of interactions
that break the rotation and mirror symmetry. Such out-
comes are in principle applicable to the recently discov-
ered anomalies at the surface of the UTe2 superconduc-
tor. While the occurrence of spin-triplet pairs in UTe2
has been experimentally tested through nuclear magnetic
resonance probes, our results indicate that the orbital
degrees of freedom might play a role in setting out the
structure of the spin-triplet pairing. This is supported by
ARPES observations demonstrating that in the normal
state, apart from heavy f -bands, U 5d and Te p orbitals
contribute to the electronic structure at the Fermi level
[55].

Another application points to the class of 2D
noncentrosymmetric oxides heterostructures, such as
LaAlO3/SrTiO3 (LAO-STO) [56, 57], especially due to
its remarkable orbital control of the superconducting crit-
ical temperature by electrostatic gating [58–60], together
with Rashba spin-orbit coupling [61, 62], the occupa-
tion of the Ti 3d orbitals (dxy,dzx,dyz) [63, 64], and
the spin and orbital sources of Berry curvature [65, 66].
The superconducting phase in LAO-STO exhibits several
anomalous properties [67–73] that cannot be easily ad-
dressed within a conventional single orbital spin-singlet
scenario. Our findings indicate that the presence of an
even-parity orbital dependent spin-triplet pairing would
lead to gate tunable asymmetric spectral lineshape at the
edges or interface in STO based heterostructures. This
is expected in the regime of gating across the Lifshitz
transition when the (zx, yz) orbital manifold gets pop-
ulated. We notice that similar effects are also expected
at the surface of doped topological superconductors [74]
assuming two-orbital odd-parity spin-triplet pairing [75].
Moreover, we argue that our findings can be generalized
to superconductors involving pseudospin degrees of free-
dom akin to orbitals (e.g. sublattice, valley) for termi-
nations that yield a splitting of the pseudospin degrees
of freedom. This can be achieved, for instance, in bi-
layer Rashba superconductors [76], or in transition metal
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dichalcogenides [77].

Finally, we would like to discuss possible experimental
proposals in order to single out the asymmetric features
of the density of states arising from the inter-orbital spin-
triplet pairing. In this context, the first aspect to con-
sider is that our findings indicate that the asymmetric
profile arises in the presence of time-reversal symmetry.
Hence, from an experimental perspective, in order to iso-
late the uncovered orbital dependent features, one has to
avoid magnetic fields and preliminarily test that the nor-
mal state is not magnetic. In principle, magnetic impuri-
ties can lead to Kondo resonances close to the Fermi level
which are marked by an asymmetric profile in the density
of states. However, the energy scales of the Kondo fea-
tures are typically larger than the superconducting gap
[14] and their evolution in the presence of an applied
magnetic field can help to discern them from those aris-
ing from the superconducting excitations. Instead, since
the orbital degrees and the reduced crystalline symmetry
play an important role in steering the asymmetric profile
of the spectral function for multiorbital superconductors,
we argue that the application of strain [78] or electric
fields [79–81] can be valuable means to investigate the
occurrence of particle-hole asymmetry in the density of
states. This is because both strain and gate fields do not
break the time-reversal symmetry and one can implement
suitable setups to control the strength of the dissipation
effects. Having a profile of the density of states at the
edge whose asymmetry is augmented or reduced by ap-
plying strain or gate fields may be an indirect evidence
of orbital dependent spin-triplet pairing.
Another path to singling out the pairing induced particle-
hole asymmetry is to exploit the tunability of the orbital
population at the Fermi level. For instance, in multior-
bital superconductors as LAO-STO heterostructures, the
application of gate voltage can tune the orbital occupa-
tion from a dominant xy character to a combination of xy
and xz, yz orbital flavor. In this case, the occurrence of
an asymmetric density of states at the edge in concomi-
tance with the changeover of the orbital population can
be used to single out the orbital dependent spin-triplet
pairing.
Finally, the potential to induce gate driven asymmetry
in the density of states can be exploited in junctions
based on orbital dependent spin-triplet pairing to achieve
nonstandard magneto-electric and topological effects, as
compared to the case of single band p-wave spin-triplet
superconductors [82, 83], as well as to uncoventional or-
bital Edelstein effects [84].
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In the Supplemental Material we show the methodology to obtain the surface Green’s function.
Then, we consider an effective two-orbital model with a pairing structure having orbital singlet
symmetry and crystalline interactions that break the rotational symmetry. We show that symmetric
surface density of states occurs in single-orbital noncentrosymmetric superconductor with Rashba
coupling.

I. RECURSIVE GREEN’S FUNCTION METHOD

In this section we briefly present the recursive Green’s function method that has been employed to calculate the
surface density of states (SDOS) in a semi-infinite geometry. The Hamiltonian is expressed by considering a real space
representation along the x-axis (i.e. the direction of the edge termination), while the momentum is conserved along
the y direction. The Hamiltonian is hence given by

H̃total(ky) =




ũ(ky) t̃(ky) 0 · · · 0

t̃†(ky) ũ(ky) t̃(ky)
...

0 t̃†(ky) ũ(ky)
. . . 0

...
. . .

. . . t̃(ky)
0 · · · 0 t̃†(ky) ũ(ky)



. (1)

Here, ũ(ky) denotes the local term in the superconducting state and t̃(ky) stands for the nearest neighbor hopping.
Then the surface Green’s functions described by the recursive Green’s function method [1, 2] are given by

G̃L
N+1(E, ky) =

1

z − ũ(ky)− t̃†G̃L
N (E, ky)t̃

, (2)

G̃R
N+1(E, ky) =

1

z − ũ(ky)− t̃G̃R
N (E, ky)t̃†

, (3)

with the retarded part z = E + iδ, with the infinitesimal value δ. Here, we define the surface Green’s function at
N = 1,

G̃L
1 (E, ky) = G̃R

1 (E, ky) =
1

z − ũ(ky)
. (4)

Repeating the above recursive Green’s function method, we can obtain the surface Green’s function at NSC + 1 site
with NSC layers.

II. EFFECTIVE TWO-ORBITAL MODEL WITH ORBITAL DEPENDENT PAIRINGS

In this section we provide details of the effective two-orbital model assuming that the pairing potential is restricted
to the equal spin sector (spin-triplet) and allowing for orbital singlet and orbital triplet configurations in the orbital
sector. We determine the Green’s function and show the explicit expression for its anomalous part in the presence of
orbital splitting as due to reduced crystal symmetry at the edge.

The effective Hamiltonian for the two-orbital model in the [as, bs] basis (s =↑, ↓) is generally given by,

ĤBdG(k) =




εa(k) 0 ∆aa(k) ∆ab(k)
0 εb(k) ∆ba(k) ∆bb(k)

[∆aa(k)]∗ [∆ba(k)]∗ −εa(k) 0
[∆ab(k)]∗ [∆bb(k)]∗ 0 −εb(k)


 , (5)
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with ∆αβ ≡ ∆T
αsβs. In the BdG Hamiltonian, the manifold of the orbital states, (a, b) can be also represented through

an effective pseudospin 1/2 algebra. We assume that the orbital states (a, b) have the same parity with respect to the
horizontal mirror transformation while an opposite parity with respect to the vertical mirror one (e.g. they indicate xz
and yz orbitals). When considering the (xz,yz) manifold one can notice that there are different types of interactions
that couple that two orbital configurations in a way to break either the vertical mirror or the rotational symmetry.
Here, the xz and yz orbital states can make a basis for an effective pseudospin 1/2 angular momentum, whose algebra
is set by the usual ηi(i = x, y, z) Pauli matrices. In this case, a term proportional to ηz arises if the C4 rotation
symmetry, while terms proportional to ηx or ηy will break both the vertical mirror and the rotation symmetry. Then,
without C4 rotation symmetry as it occurs at the (100) termination, one expects that the kinetic energy εa(k) can be
unequal to εb(k).

Since we are restricting ourselves to the equal spin configuration (i.e. even upon exchange of the spin index), a
general structure for the pair potential in the orbital sector is given by

∆̃(k) = [Ψ̃(k) + f(k) · σ̂]iσ̂y =

(
∆aa(k) ∆ab(k)
∆ba(k) ∆bb(k)

)
,

with the orbital-singlet/even-parity order parameter Ψ̃(k) and orbital-triplet/odd-parity f(k) = [fx(k), fy(k), fz(k)]
defined as

Ψ̃(k) =
1

2
[∆ab(k)−∆ba(k)], (6)

fx(k) =
1

2
[∆bb(k)−∆aa(k)], (7)

fy(k) =
1

2i
[∆aa(k) + ∆bb(k)], (8)

fz(k) =
1

2
[∆ab(k) + ∆ba(k)]. (9)

Here, σ̂j=x,y,z,0 and ŝi=x,y,z,0 stand for the Pauli matrices in orbital and spin space, respectively. In this framework,
one can consider the pair potential for the orbital-singlet B1g and orbital-triplet B2u representations in the D4h point
group:

∆aa(k) = ∆T [− sin ky + i sin kx], (10)

∆ab(k) = ∆S [cos kx − cos ky], (11)

∆ba(k) = −∆S [cos kx − cos ky], (12)

∆bb(k) = ∆T [sin ky + i sin kx], (13)

for the orbital-singlet B1g ∆S and orbital-triplet B2u pairings ∆T .
Here, the normal and anomalous parts of the retarded Green’s function are given by

Ĝ(E,k) =

(
Gaa(E,k) Gab(E,k)
Gba(E,k) Gbb(E,k)

)
, (14)

F̂ (E,k) =

(
Faa(E,k) Fab(E,k)
Fba(E,k) Fbb(E,k)

)
, (15)

with Ḡ(E,k) = −Ĝ∗(E,−k) and F̄ (E,k) = F̂ ∗(E,−k). In this study, we can explicitly determine the expression of
the Green function and it is given by

Gaa(E,k) =
[E + iδ + εa(k)]Z̄b − [E + iδ + εb(k)]|∆ba(k)|2

Z̄
, (16)

Gab(E,k) =
[E + iδ + εa(k)]∆ab(k)∆∗bb(k) + [E + iδ + εb(k)]∆aa(k)∆∗ba(k)

Z̄
, (17)

Gba(E,k) =
[E + iδ + εb(k)]∆∗aa(k)∆ba(k) + [E + iδ + εa(k)]∆∗ab(k)∆bb(k)

Z̄
, (18)

Gbb(E,k) =
[E + iδ + εb(k)]Z̄a − [E + iδ + εa(k)]|∆ab(k)|2

Z̄
, (19)



3

Faa(E,k) =
∆aa(k)Z̄b + ∆ab(k)∆ba(k)∆∗bb(k)

Z̄
, (20)

Fab(E,k) =
−∆ab(k)|∆ba(k)|2 + ∆ab(k)[E + iδ + εa(k)][E + iδ − εb(k)] + ∆aa(k)∆bb(k)∆∗ba(k)

Z̄
, (21)

Fba(E,k) =
−|∆ab(k)|2∆ba(k) + ∆ba(k)[E + iδ − εa(k)][E + iδ + εb(k)] + ∆aa(k)∆bb(k)∆∗ab(k)

Z̄
, (22)

Fbb(E,k) =
∆bb(k)Z̄a + ∆ab(k)∆ba(k)∆∗aa(k)

Z̄
, (23)

with

Z̄ = Z̄aZ̄b + |∆ab(k)|2|∆ba(k)|2

− [E + iδ + εa(k)][E + iδ − εb(k)]|∆ab(k)|2 − [E + iδ − εa(k)][E + iδ + εb(k)]|∆ba(k)|2
−∆aa(k)∆bb(k)∆∗ab(k)∆∗ba(k)−∆∗aa(k)∆∗bb(k)∆ab(k)∆ba(k), (24)

Z̄a = (E + iδ)2 − ε2
a(k)− |∆aa(k)|2, (25)

Z̄b = (E + iδ)2 − ε2
b(k)− |∆bb(k)|2. (26)

We observe that the anomalous part of the Green’s function has components with Faa(E,k) 6= Fbb(E,k) if ∆aa 6=
∆bb. Furthermore, the off-diagonal terms Fab(E,k) and Fba(E,k) are inequivalent if εa(k) is different from εb(k)
as well as ∆ab 6= ∆ba. The energy splitting between the a and b states is also yielding an anomalous component of
the Green’s function with coexisting even and odd frequency terms. Due to these considerations, one can observe
that the structure of the anomalous Green’s function at the edge can arise as a consequence of the presence of orbital
singlet and orbital triplet pairing amplitudes. We recall that the orbital triplet configuration corresponds to an orbital
quintet state if the a and b states belong to a manifold with L = 1 angular momentum.

III. TWO-ORBITAL MODEL ON FINITE SIZE SYSTEM

In this section we construct an effective minimal model for a limited number of chains (i.e. two) in the 2D system.
This is the minimal real space configuration that can include a pairing with orbital-singlet and spin-triplet pairing
and allows us to introduce crystalline interactions that mimic the breaking of the rotational and mirror symmetry at
the boundary of the superconductor. The model allows to have a spatial dependent pairing amplitude at the edge
and the reduced crystalline point group symmetry. For this geometry, we just take two-orbital degrees of freedom as
described in the Sect. II. The BdG Hamiltonian for the two-orbital model, assuming an equal spin pairing, with two
coupled superconducting chains along the x-direction is given by

H̃BdG(ky) = Ĥ1,1(ky) + Ĥ2,2(ky) + Ĥ1,2, (27)

with

Ĥ1,1(ky) = Ĥ2,2(ky) =

(
Ĥ0(ky) ∆̂(ky)

∆̂†(ky) −Ĥ∗0 (−ky)

)
, (28)

Ĥ1,2 =

(
t̂ ∆̂t

∆̂†t −t̂∗
)
, (29)

where t refers to the nearest-neighbor chains. Then, the Hamiltonian in the normal state for each layer is given by:

Ĥ0(ky) =

(
−µ− 2tyaa cos ky εab

ε∗ab −µ− 2tybb cos ky

)
, (30)

t̂ =

(
−txaa −txab
−txba −txbb

)
(31)
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For our purposes, we set the spin-triplet/orbital-singlet/s-wave pair potential for the intra-layer ∆̂(ky) and inter-layers

∆̂t components:

∆̂(ky) =

(
0 |∆0|

−|∆0| 0

)
, (32)

∆̂t = 0. (33)

This model can include the effects of the crystalline symmetry breaking interactions by suitably choosing the hopping
amplitudes. For instance, assuming that tyaa 6= tybb with txaa = txbb and txab = 0 we can simulate a configuration that
breaks the rotational symmetry. In a similar way, the presence of a nonvanishing term txab will lead to both vertical
mirror and rotational symmetry breaking.

IV. ORBITAL-SPLITTING AND ROTATION SYMMETRY BREAKING AT THE EDGE: RECURSIVE
GREEN’S FUNCTION APPROACH

In this section we analyze the role of the rotational symmetry breaking for a semi-infinite configuration by assuming
that the system is split into two regions. Indeed, we have a semi-infinite 2D superconductor and include five supercon-
ducting chains characterized by nonzero orbital splitting δab at the (100) edge. The orbital splitting δab transforms
as L2

x − L2
y in terms of the orbital angular momentum operators or equivalently as σz in the (xz, yz) pseudospin

subspace. As one can deduce from its operatorial form, it breaks the C4 rotational symmetry. The regime with and
without rotational symmetry would correspond to the bulk and the termination five-edge layers, respectively. The
outcomes are reported in Figure 1. One can see that the DOS at the edge is asymmetric in the presence of the orbital
splitting at the edge.

The local and nearest-neighbor hopping matrices in this system are given by

ũ(ky) =

(
û(ky) ûsc(ky)
û†sc(ky) −û∗(−ky)

)
, (34)

û(ky) =

(
−µ+ 2t1 + 2t2(1− cos ky) 0

0 −µ+ 2t3 + t4(1− cos ky)

)
, (35)

ûsc(ky) =

(
−∆T sin ky −∆S cos ky
∆S cos ky ∆T sin ky

)
, (36)

t̃(ky) =

(
t̂(ky) t̂sc(ky)
t̂†sc(ky) −t̂∗(−ky)

)
, (37)

t̂(ky) =

(
−t1 0
0 −t3

)
, (38)

t̂sc(ky) =

(
−∆T

2
∆S

2

−∆S

2 −∆T

2

)
. (39)

In the edge few layers (we set five layers in this study), as shown in Fig. 1 (a), we add the orbital orbital splitting δab
in the normal state,

Ĥδab = δabσ̂z. (40)

V. HAMILTONIAN STRUCTURE FOR RECURSIVE METHOD FOR THREE-ORBITAL
NONCENTROSYMMETRIC SUPERCONDUCTORS

In this section, we provide details o the local and nearest-neigbhor hopping matrices to calculate the SDOS for the
three-orbital noncentrosymmetric superconductors. Here, ũ(ky) is given by

ũ(ky) =

(
û(ky) ∆̂B1

∆̂†B1 −û∗(−ky)

)
, (41)
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FIG. 1. (a) Schematic illustration of a superconductor with and without C4 rotational symmetry. The regime with (without)
rotational symmetry corresponds to the bulk (edge) region. We consider a 2D semi-infinite superconductor and we consider that
five superconducting chains are characterized by nonzero orbital splitting δab at the edge that breaks C4 rotation symmetry.
(b) Density of states (DOS) in the bulk (black-dotted line) and surface DOS (red-solid) along x-direction at δab = 0.40 t.
(c) Density of states in the region without C4 rotational symmetry by changing δab. Due to the orbital-singlet and orbital-
triplet components, asymmetric spectral weight at the edge appears. We fix the parameters as µ = 0.35t, (∆S ,∆T ) =
(0.90|∆0|, 0.10|∆0|), and |∆0| = 1.0× 10−2t.

being

û(ky) = û0(ky) + ĤSO + ûis(ky), (42)

with

û0(ky) =



ε̃yz(ky) 0 0

0 ε̃zx(ky) 0
0 0 ε̃xy(ky)


⊗ ŝ0, (43)

ε̃yz(ky) = 2t1(1− cos ky) + 2t3, (44)

ε̃zx(ky) = 2t1 + 2t3(1− cos ky), (45)

ε̃xy(ky) = 4t2 − 2t2 cos ky + ∆t, (46)

and

ĤSO = λSO[L̂x ⊗ ŝx + L̂y ⊗ ŝy + L̂z ⊗ ŝz], (47)

ûis(ky) = −αORL̂x ⊗ ŝ0 sin ky, (48)

where t1 = t2(= t) and t3 are the intraorbital hopping parameters, ∆t is the crystal field potential, and αOR the
orbital Rashba (OR) coupling, respectively. t̃(ky) indicates,

t̃(ky) =

(
t̂(ky) 0

0 −t̂∗(−ky)

)
, (49)

t̂(ky) =



−t3 0 αOR

2
0 −t1 0

−αOR

2 0 −t2


⊗ ŝ0. (50)

VI. ANOMALOUS PART OF THE RETARDED GREEN’S FUNCTION AT THE EDGE

In this section we show the anomalous part of the retarded Green’s function induced by the orbital Rashba coupling
at the (100) edge for the case of two Fermi surfaces (Fig. 2) and six Fermi surfaces at ky = 0.0 (Fig. 3).

In the two-dimensional case, as shown in Fig. 5 (a,b,c), the symmetric SDOS appears at both (100) and (110)
oriented surfaces in the case with both two and six FSs at zero amplitude of the orbital Rashba coupling.
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VII. ORBITAL-RESOLVED SDOS

In this section we discuss the orbital-resolved surface DOS for the spin-triplet/orbital-singlet/s-wave B1 representa-
tion to explain which orbital configuration contributes to the SDOS at (100) oriented surface. Orbital-resolved SDOS
with orbital α = yz, zx, xy is defined as

Dα(E) = − 1

π
Im

∫
dky[Gα↑,α↑(E, ky) +Gα↓,α↓(E, ky)]. (51)

In Fig. 5, we plot the orbital resolved SDOS Dα(E) for α = yz (red-solid line), zx (blue-dotted), and xy (green-dotted)
at (a,b) αOR/t = 0.0 and (c,d) αOR/t = 0.30. Then we choose the chemical potential at (a,c) µ/t = −0.25 (two FSs)
and (b,d) µ/t = 0.35 (six FSs). In the case with two FSs, the Hamiltonian is described by an effective single-orbital
model and with Rashba coupling that is associated with αOR. As a result, each Dα=yz,zx,xy(E) is symmetric in Figs.
4 (a,c). In the case of six FSs, SDOS for yz-orbital is mainly dominant and its asymmetry is enhanced by orbital
Rashba αOR as shown in Figs. 5(b,d).

VIII. ASYMMETRIC SDOS FOR THE A1 REPRESENTATION

In this section we investigate the SDOS and orbital-resolved one for the A1 pairing in the case with six Fermi surfaces
at µ/t = 0.35 to show that asymmetric SDOS is also obtained. The pair potential of the spin-triplet/orbital-singlet/s-

wave A1 representation [3] is described by the orbital-dependent/momentum-independent d-vector: d
(xy,yz)
y =

−d(xy,zx)
x and d

(yz,zx)
z with

∆̂α,β = [d(α,β) · ŝ]iŝy, (52)

d(α,β) = (d(α,β)
x , d(α,β)

y , d(α,β)
z ). (53)

We choose the three kinds of the pair potential: (a,e) (d
(xy,zx)
x , d

(xy,yz)
y , d

(yz,zx)
z ) = (0, 0, |∆0|), (b,f) (−|∆0|, |∆0|,−|∆0|),

and (c,g) (−|∆0|, |∆0|, |∆0|), and (d) (−|∆0|, |∆0|, 0.0) as shown in Fig. 6. As for the SDOS for the spin-triplet/orbital-
singlet/s-wave B1 pairing, asymmetry appears at the (100) oriented surface for the spin-triplet/orbital-singlet A1

representation. We note that the zero-energy peak of the SDOS along (100) direction originates from the accidental
zero-energy Andreev bound states [Fig. 6 (c)].

IX. SDOS FOR THE CASE OF SINGLE-ORBITAL NONCENTROSYMMETRIC SUPERCONDUCTOR

In this section we analyze the SDOS for single-orbital noncentrosymmetric superconductors assuming various types
of pairing configurations. This study aims to confirm that for single-orbital noncentrosymmetric superconductors the
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FIG. 6. (a,b,c) DOS in the bulk (black-dotted line) and SDOS for the A1 representation with a termination along the (100) (red-
solid) and (110) (blue-dotted) direction. (d,e,f,g) Orbital-resolved surface DOS for the A1 pairing at the (100) oriented surface.

We set the pair potential as (a,e) (d
(xy,zx)
x , d

(xy,yz)
y , d

(yz,zx)
z ) = (0, 0, |∆0|), (b,f) (−|∆0|, |∆0|,−|∆0|), (c,g) (−|∆0|, |∆0|, |∆0|),

and (d) (−|∆0|, |∆0|, 0.0). We fix the parameters as µ/t = 0.35t, λSO = 0.1t, αOR = 0.3t, and |∆0| = 0.001t.

DOS at the edge is generally symmetric. The Bogoliubov-de Gennes Hamiltonian for the single-orbital model with
Rashba coupling Λ is given by

ĤBdG(k) =

(
Ĥ(k) ∆̂(k)

∆̂†(k) −Ĥ∗(−k)

)
, (54)

with the Hamiltonian in the normal state

Ĥ(k) =

(
ε(k) Λ[sin ky + i sin kx]

Λ[sin ky − i sin kx] ε(k)

)
, (55)

ε(k) = −µ+ 4t− 2t cos kx − 2t cos ky, (56)

and the pair potential

∆̂(k) =

{
ψ(k)iŝy S = 0

[d(k) · ŝ]iŝy S = 1
, (57)

for the spin-singlet ψ(k) and the spin-triplet order parameter d(k) = (dx(k), dy(k), dz(k)), respectively. In the C4v

point group, we set the pair potential as

ψ(k) = ∆S(cos kx − cos ky), (58)

(dx(k), dy(k), dz(k)) = ∆T (sin ky, sin kx, 0), (59)

for the B1 representation and

ψ(k) = ∆S sin kx sin ky, (60)

(dx(k), dy(k), dz(k)) = ∆T (sin kx,− sin ky, 0), (61)

for the B2 one.



9

To calculate the SDOS at the (100) oriented surface, we obtain the local and nearest neighbor hopping terms,

ũ(ky) =

(
û(ky) ûsc(ky)
û†sc(ky) −û∗(−ky)

)
, (62)

û(ky) =

(
−µ+ 4t− 2t cos ky Λ sin ky

Λ sin ky −µ+ 4t− 2t cos ky

)
, (63)

and

t̃(ky) =

(
t̂(ky) t̂sc(ky)
t̂†sc(ky) −t̂∗(−ky)

)
, (64)

t̂(ky) =

(
−t −Λ

2
Λ
2 −t

)
, (65)

respectively. Here, ûsc(ky) and t̂sc(ky) are obtained by

ûsc(ky) =

(
0 −∆S cos ky

∆S cos ky 0

)
, (66)

t̂sc(ky) =

(
0 ∆S

2

−∆S

2 0

)
(67)

for spin-singlet B1,

ûsc(ky) =

(
−∆T sin ky 0

0 ∆T sin ky

)
, (68)

t̂sc(ky) =

(
−∆T

2 0
0 −∆T

2

)
(69)

for spin-triplet B1,

ûsc(ky) = 0, (70)

t̂sc(ky) =

(
0 i∆S

2 sin ky
−i∆S

2 sin ky 0

)
, (71)

for spin-singlet B2, and

ûsc(ky) =

(
−i∆T sin ky 0

0 −i∆T sin ky

)
, (72)

t̂sc(ky) =

(
−∆T

2 0
0 ∆T

2

)
, (73)

for spin-triplet B2 representations in the C4v point group.
We plot the DOS in the bulk (black-dotted line), and SDOS at the (100) (red solid) and (−100) oriented surface

(blue-dotted) in Fig. 7 for each irreducible representation. All SDOS, as well as DOS in the bulk, is symmetric and
they are independent of the Rashba coupling Λ.
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FIG. 7. Surface density of states (SDOS) in the single-orbital model for (a) spin-singlet B1, (b) spin-triplet B1, (c) spin-singlet
B2, (d) spin-triplet B2 representations. We set the parameters as µ/t = 2.5, Λ = 0.20t, and ∆S = ∆T = |∆0| = 0.001t.


