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Critical Fluctuations in Polymer Solutions:
Crossover from Criticality to Tricriticality
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and Department of Chemical and Biomolecular Engineering,
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Critical fluctuations in fluids and fluid mixtures yield a nonanalytic asymptotic
Ising-like critical thermodynamic behavior in terms of power laws with universal exponents. In polymer solutions, the amplitudes of these power laws depend
on the degree of polymerization. Nonasymptotic behavior (upon the departure
from the critical point) is particularly interesting in the case of polymer solutions, where it is governed by a competition between the correlation length of
the critical fluctuations and the radius of gyration of the polymer molecules. If
the correlation length is the dominant length scale, Ising-like critical behavior
is observed. If, however, the radius of gyration exceeds the correlation length,
tricritical behavior with mean-field critical exponents is observed. The Ising-like
critical region shrinks with the increase of the polymer molecular weight. In the
limit of an infinite degree of polymerization, the Ising-like critical region vanishes,
yielding to theta-point tricriticality.

1. Introduction
Almost thirty years ago, Michael E. Fisher published a review on phase transitions
in ionic fluids,1 in which he discussed a remarkable analogy between the demixing
of polymer solutions at an infinite degree of polymerization and a tricritical phase
transition, as observed in a variety of systems, such as He3 -He4 mixtures2,3 and
metamagnets,4,5 with coupled order parameters.6–8 We illustrate this analogy in
Fig. 1 by comparing the phase behavior in solutions of polystyrene in cyclohexane
with a ferromagnet containing a non-magnetic impurity. In this paper, we describe
the physics that governs the crossover between Ising-like asymptotic critical behavior and tricritical theta-point behavior in high-molecular-weight polymer solutions.
Thermodynamic behavior of substances asymptotically close to their critical
points (second-order phase transitions), follows the principle of critical-point universality: the microscopic details become unimportant if the correlation length
of the order-parameter fluctuations exceeds the range of intermolecular interactions.14–20 All fluids and fluid mixtures, simple and complex, belong to the threedimensional Ising-model universality class.16,19 Asymptotically, their thermodynamic properties are described by power laws with universal Ising-model critical
1

page 1

September 28, 2022 1:22

2

ws-rv961x669

Book Title

main

Mikhail A. Anisimov, Thomas J. Longo, and Jan V. Sengers

Fig. 1. Comparison of the theta-point phase behavior of a polymer solution in the limit of an
infinite degree of polymerization (N ) with a ferromagnet containing a non-magnetic impurity. (a)
Phase behavior of polymer solutions of polystyrene in cyclohexane. As the polymer chain becomes
longer, the curved shape of the liquid-liquid coexistence transforms into the “angle-like” shape near
the theta point, where the two branches of the phase coexistence become pure solvent and a phase
containing the polymer (volume fraction, φ > 0).9 The open circles are experimental data,10–12
the triangles are the critical points of demixing, and the solid black curves are the theoretical
prediction.13 (b) Schematic phase diagram for a ferromagnet (with magnetization, M ) containing
a non-magnetic impurity (with concentration, φ). Tc◦ (red circle) is the Curie temperature of a
pure ferromagnet. The tricritical point (TCP) separates the line of second-order phase transitions
from the first-order phase transitions, accompanied by phase separation.

exponents and system-dependent amplitudes (which are interrelated by universal
relations).20 However, there is a famous quotation of Peter Debye in response to the
critical power laws (proposed by Michael Fisher) at the first international conference
on critical phenomena:21
“I would like that the theoretical people tell me when I am so and so far
away from the critical point, then my curve should look so and so.”

This question received the answer in the theory of crossover critical phenomena
developed in the 1980s and 1990s.9,22–27 The crossover between asymptotic Ising
critical behavior and mean-field behavior away from the critical point is governed by
a ratio of the distance between the molecules and the range of molecular interactions,
known as the Ginzburg number.19,28 Since, in ordinary fluids, the range of molecular
interactions does not exceed the intermolecular distance, there is no region where
the critical anomalies can be fully described by the mean-field (“Landau”) theory.29
The only possibility to observe complete crossover from Ising criticality to mean-field
criticality in simple systems is to consider an Ising-like model with a tunable range
of interactions. An accurate computational study of such a model27 has perfectly
confirmed the crossover theory.
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An alternative kind of crossover from Ising criticality to mean-field-like behavior,
the subject of this review, is a striking phenomenon observed in solutions of highmolecular-weight polymers in a low-molecular-weight solvent. At a finite degree of
polymerization, asymptotically close to the demixing critical point, one observes
universal Ising criticality where the amplitudes of the power laws depend on the degree of polymerization.30–32 Upon an increase in the degree of polymerization, the
Ising-like critical region shrinks, yielding to theta-point tricritical behavior.9,13,33–36
The crossover to theta-point tricriticality is governed by a competition between the
correlation length of the critical fluctuations and the radius of gyration of the polymer molecules. If the correlation length is the dominant length scale, Ising-like
critical behavior is observed. If, however, the radius of gyration exceeds the correlation length, tricritical behavior is observed.35,36 Theta-point tricritical behavior
is characterized by mean-field critical exponents,7,8 but the tricritical amplitudes
are affected by fluctuation-induced logarithmic corrections.13 This picture of global
non-asymptotic critical behavior in polymer solutions has been confirmed by lightscattering experiments in our laboratory.34,35,37,38
This chapter is organized as follows. In Section 2, we discuss the Ising-like critical
phenomena in polymer solutions at finite degrees of polymerization. In particular,
we show that accurate experiments validate the de Gennes-Sanchez scaling for the
critical amplitudes.30–32 In Section 3, we review the thermodynamics of the thetapoint in polymer solutions and show that the theta point is a tricritical point. In
Section 4, we demonstrate the crossover between Ising criticality and theta-point
tricriticality in the shape of the liquid-liquid coexistence and the values of the critical
exponents. In Section 5, we discuss the Ising-like critical phenomena in polymer
blends. Lastly, in Section 6, we present some concluding remarks.
2. Ising-Like Critical Phenomena in Polymer Solutions
The thermodynamic behavior of polymer solutions near their critical demixing transitions, like of all fluids and fluid mixtures, belongs to the three-dimensional Isingmodel universality class. Asymptotically close to the liquid-liquid critical point, the
thermodynamic properties of polymer solutions (e.g., phase coexistence, osmotic
susceptibility, correlation length, etc.) are described by power laws with universal
critical exponents, as given in Table 1. This scaling behavior has been confirmed
in a variety of systems, including polystyrene in cyclohexane,10–13,34–38 polystyrene
in methylcyclohexane,39 and in polymethylmethacrylate in 3-octanone.40,41 In this
Section, we focus on light-scattering measurements in solutions of polystyrene in cyclohexane. For instance, as shown in Fig. 2, accurate light-scattering measurements
in a solution of polystyrene (Mw = 195, 900 g/mol) in cyclohexane, performed by
Jacob et al.,37 have confirmed the universal Ising-model behavior of the correlation
length, ξ, and of the osmotic susceptibility, χ̂.
In light-scattering experiments on near-critical mixtures, the intensity is proportional to the spatially-dependent (“local”) osmotic susceptibility, χ̂(qξ), and can be
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Table 1. Asymptotic power laws of thermodynamic properties with the reduced
distance to the critical temperature, ∆T̂ = (T − Tc )/Tc , and their critical exponents.44 The asymptotic critical amplitudes of each property (A0 , B0 , Γ0 , ξ0 , and
σ0 ) are system dependent. In the text, we use an upper bar to differentiate between
the mean-field and scaling theory prediction for the amplitude.
Scaling Law

Mean-Field
Critical Exponents

3d Ising-Model
Critical Exponents

Heat Capacity

C = A0 |∆T̂ |−α

α = 0.0

α = 0.110 ± 0.003

Order Parameter

ϕ = ±B0 |∆T̂ |β

β = 0.5

β = 0.326 ± 0.002

Susceptibility

χ̂ = Γ0

|∆T̂ |−γ

γ = 1.0

γ = 1.239 ± 0.002

Correlation Length

ξ = ξ0 |∆T̂ |−ν

ν = 0.5

ν = 0.630 ± 0.002

Interfacial Tension

|∆T̂ |µ

µ = 1.5

µ = 1.260 ± 0.004

Property

σ = σ0

written as34,35
Is = I0 χ̂(qξ) + Ib ,

(1)

4πnλ−1
0

where q =
sin(θ/2) is the light-scattering wave number, in which n is the
refractive index, λ0 is the wavelength of incident light, and θ is the scattering angle,
while I0 is an instrumental constant and Ib is a regular “background” scattering
intensity (not associated with critical fluctuations). In the mean-field approximation
and in the first-epsilon expansion of the Renormalization Group theory (RG),42,43
the susceptibility is described through the Ornstein-Zernike correlation function29
χ̂q=0
,
(2)
χ̂ =
1 + q2 ξ2
where χ̂q=0 is the “bulk” (thermodynamic) susceptibility. In the mean-field approximation and in the first-epsilon RG expansion, the correlation length is related to
the thermodynamic susceptibility as ξ = (c0 χ̂q=0 )1/2 , where c0 is of the order of the
square of the range of molecular interactions.29
In the scaling theory, the spatially dependent susceptibility is best described by
using the following interpolation based on the Fisher-Burford approximation,45,46
χ̂q=0
.
(3)
χ̂ '
(1 + q 2 ξ 2 )1−η/2
In the scaling theory, the thermodynamic susceptibility is related to the correlation
length by χ̂q=0 ∼ ξ 2−η . Thus, the critical exponent of the susceptibility, γ, is
universally connected to that of the correlation length, ν, through the relation
γ = ν(2 − η).16–20 The difference between Eqs. (2) and (3) is almost negligible
because the critical exponent, η, in the Ising-model universality class is a very small
number, η = 0.033.47–49 The two limits of the susceptibility, χ̂(qξ  1) ∼ ξ 2−η
and χ̂(qξ  1) ∼ q η−2 , have been observed in the light-scattering measurements
of Jacob et al.,37 presented in Fig. 2a, and in Anisimov et al .35 In addition, it
was observed that the correlation length, as shown in Fig. 2b, crosses over from
asymptotic scaling behavior toward mean-field behavior far away from the critical
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Fig. 2. Demonstration of Ising-model scaling behavior in polymer solutions from. (a) Lightscattering intensity for a solution of polystyrene (Mw = 195, 900 g/mol) in cyclohexane as a
function of the distance to the critical temperature. (b) Correlation length for the same system.
The symbols represent the experimental data,37 while the solid curves represents the theoretical
prediction.35,37 Adapted with permission from Ref.37 © The Optical Society.

point. This occurs when the correlation length becomes smaller than the radius
of gyration. Because of two scaling relations between critical exponents, namely,
dν = 2 − α, where d is the dimensionality of space, and 2 − α = 2β + γ,16–20 one can
see that by measuring the critical exponents of any two thermodynamic properties
all other exponents become known.
A further confirmation of the scaling behavior of polymer solutions has been
observed through the measurements of the mutual diffusion coefficient, D, by dynamic light scattering.37,38 The diffusion coefficient may be expressed as a sum of
a critical contribution, Dc , and a background contribution, Db , as D = Dc + Db .
The mode-coupling theory of critical dynamics predicts that, asymptotically close to
the critical point, Dc , should satisfy a modified Stokes-Einstein-Kawasaki relation
of the form38,47,50,51
"
 2 #zη /2
qξ
RD kB T
K(qξ) 1 +
Ω(ξ/ξD ),
(4)
Dc =
6πηapp ξ
2
where ηapp is the apparent mesoscopic viscosity, kB is Boltzmann’s constant, and
RD is a universal dynamic amplitude ratio, typically, of the order of unity.38,50
Asymptotically close to the critical temperature, the actual shear viscosity of the
solution, η (not to be confused with the critical exponent of the correlation function),
diverges as η = ηb (Q0 ξ)zη , in which Q0 is a system-dependent amplitude, zη =
0.068,52 and ηb is the noncritical background viscosity.53 Figure 3a depicts the
behavior of the viscosity in a solution of polystyrene in cyclohexane. In Eq. (4), the
factor in square brackets provides the necessary crossover from the diverging critical
viscosity to the constant background viscosity far away from the critical point,
qξ  1. Meanwhile, the Kawasaki function, K(qξ) ≡ K(x) = [3/(4x2 )](1+x2 +[x3 −
x−1 ] arctan x), satisfies the limits: K(qξ  1) = 1 and K(qξ  1) = qξ.50 Lastly,
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Fig. 3. (a) Apparent (mesoscopic) viscosity of a solution of polystyrene (Mw = 195, 900 g/mol)
in cyclohexane. The data correspond to three light-scattering angles: θ = 30° (open squares),
θ = 90° (crossed squares), and θ = 150° (open circles). The solid curve is the prediction from the
mode-coupling theory, the dashed curve represents the viscosity of the solution, and the dotted
curve represents the viscosity of the solvent. (b) Diffusion coefficient for the same system. The
curves represent the fit of the mode-coupling theory to the experimental data using the mesoscopic
viscosity presented in (a).38 Reprinted with permission from Phys. Rev. E .38

the factor Ω(ξ/ξD ) = (2/π) arctan(ξ/ξD ) accounts for deviations from asymptotic
dynamic critical behavior due to a finite cut-off length scale, ξD , that is of the
order of the radius of gyration. It follows from Eq. (4), that the diffusion coefficient
vanishes asymptotically as Dc ∼ ξ −(1+zη ) at the critical point. The background
contribution to the diffusion coefficient, Db , can be estimated as38


kB T 1 + q 2 ξ 2
,
(5)
Db ≈
16ηb ξ
qC ξ
−1 38
where the wavenumber, qC , can be approximated as ξD
.
From Eqs. (4) and
(5), the behavior of the diffusion coefficient has the following two limits. In the
hydrodynamic regime (qξ  1), the diffusion coefficient becomes independent of q
varying with the distance to the critical temperature as D ∼ |∆T̂ |ν−zη ,54,55 while
in the non-hydrodynamic limit (qξ  1), D(q) becomes independent of the temperature. Dynamic light-scattering measurements of Kostko et al.,38 presented in
Fig. 3b, have confirmed this behavior of the diffusion coefficient.
While the critical exponents in polymer solutions, like in all fluids and fluid mixtures, belong to the Ising-model universality class, the critical amplitudes, unique
to polymer solutions, diverge or vanish with the degree of polymerization, N , as
given in Table 2. Static light-scattering measurements of solutions of polystyrene
in cyclohexane from Mw = 195.900 g/mol to Mw = 11.4 million g/mol, performed
in our laboratory,35 have confirmed that the amplitude of the correlation length
and the amplitude of the susceptibility satisfy the predictions of de Gennes and
Sanchez,30–32 both in the vicinity of the critical point and in the mean-field regime
far away from the critical point and in the mean-field regime far away from the
critical point (see Fig. 4). The N -dependent nature of the amplitudes raises a fun-
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Table 2. de Gennes-Sanchez scaling relations for various thermodynamic properties in polymer solutions.30–32 The amplitude exponents are given by their mean-field and three-dimensional Ising-model forms.
Property

Scaling Law

de Gennes-Sanchez
Relations

Mean-Field
Amplitude

Ising-Model
Amplitude

Order Parameter

ϕ ∼ ±N −b |∆T̂ |β

b = (1 − β)/2

b = 0.25

b = 0.34

Heat Capacity

C ∼ N −a |∆T̂ |−α

a = (1 + α)/2

a = 0.5

a = 0.555

Susceptibility

χ̂ ∼ N g |∆T̂ |−γ

g = (1 − γ)/2

g=0

g = −0.12

Correlation Length

ξ ∼ N n |∆T̂ |−ν

n = (1 − ν)/2

n = 0.25

n = 0.185

N −m |∆T̂ |µ

m = (2 − µ)/2

m = 0.25

m = 0.37

Interfacial tension

σ∼

damental question about the critical behavior of extremely high-molecular-weight
polymer solutions close to the limit of an infinite degree of polymerization.
Typically, the critical behavior of simple fluids is controlled by a single mesoscopic length scale, the correlation length of the concentration fluctuations, ξ.16,18–20
However, in polymer solutions there is a second competing length scale, namely, the
size of the polymer coil (as defined through the radius of gyration, Rg ) that depends
on the degree of polymerization, N . With increasing values of N , upon approaching the limit N → ∞, the critical concentration (volume fraction), φc , decreases
to zero, while the critical temperature, Tc , approaches the theta temperature (see
Fig. 1). In the asymptotic vicinity of the critical temperature, where the correlation
length is larger than the radius of gyration, the range of Ising-like critical behavior
decreases as Rg increases. The radius of gyration in the polystyrene-cyclohexane
system, obtained by neutron-scattering experiments,56,57 obeys the scaling behavior
Rg ∼ N 1/2 along the critical line, see Fig. 4b. Dynamic light-scattering experiments
reveal a second correlation length,38 associated with the entanglements and disentanglements of the polymer chain (a “viscoelastic” length scale58 ), which we identify
with ξψ . Figure 4b verifies the theoretical prediction ξψ ∝ Rg (see the next Section
for details). Thus, the asymptotic amplitude of the correlation length scales with
the degree of polymerization as ξ0 ∼ N 0.185 in the Ising-like critical region (where
ξ > ξψ ), while it scales as ξ¯0 ∼ N 0.25 in the mean-field region (where ξ < ξψ ),
see Fig. 3a. Such shrinking of the scaling critical regime is also observed in the
behavior of the coexistence curve (see Fig. 1), which leads to the “angle-like” shape
in the limit of an infinite degree of polymerization. In the next Section, we prove
thermodynamically that in the limit N → ∞ the Ising-critical regime disappears
completely and the polymer solution exhibits theta-point tricritical behavior.
3. Tricritical Behavior near the Theta-Point
The phase separation behavior of a polymer solution below the critical point of
demixing was originally explained in the mean-field theory by Flory and Huggins.59–61 The Flory-Huggins theory, based on a lattice model, in which the
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Fig. 4. (a) Experimental confirmation of the de Gennes-Sanchez scaling relations (Table 2). The
left axis presents the amplitude of the susceptibility, Γ0 (blue), while the right axis presents the
amplitudes of the correlation length of concentration fluctuations, in the critical region, ξ0 (blue),
and away from the critical point, ξ̄0 , in the mean-field region (orange).35 The slopes of the dashed
lines correspond to the values predicted by de Gennes and Sanchez, as given in Table 2. (b) The
radius of gyration Rg , as a function of the degree of polymerization N , from neutron-scattering
measurements.56,57 The purple line corresponds to the scaling law, Rg ∼ N 1/2 , along the critical
line. Also depicted is the correlation length associated with the polymer-chain fluctuations, ξψ ,
obtained from the coupling between diffusive and viscoelastic dynamic modes.38 The orange line
corresponds to the theoretical prediction ξψ ∝ Rg for large N - more details provided in Sec. 4,
see Eq. (22).

.
monomers link to form linear polymer chains and are assumed to be the same
size as the solvent molecules. According to the Flory-Huggins theory,61 the Gibbs
free energy of mixing per monomer unit is given by
φ
∆G
≡ Ĝ = (1 − φ) ln(1 − φ) +
ln φ + $φ(1 − φ),
(6)
nkB T
N
where n is the total number of solvent and monomer molecules, φ is the volume fraction (the monomer-solvent number ratio), and $ = Θ/2T is the Flory interaction
parameter (where Θ is known as the “theta” temperature). We consider the case
when the mixture is incompressible and Θ is independent of pressure. The theta
temperature is the limiting value of the critical temperature of phase separation in
the limit of an infinite degree of polymerization.62–64
The critical demixing point is found from the thermodynamic stability conditions, (∂ 2 Ĝ/∂φ2 )|T,N = 0 and (∂ 3 Ĝ/∂φ3 )|T,N = 0. In the Flory-Huggins theory,
the critical temperature, Tc , and critical volume fraction, φc , of demixing depend
on the degree of polymerization, N , as61
Θ
1
√
√ .
Tc =
and
φc =
(7)
2
(1 + 1/ N )
1+ N
In the limit of N → ∞ in the Flory-Huggins theory, the strong asymmetry in the
contribution to the Gibbs energy from the entropy of mixing, causes an “entropydriven” phase transition65 to occur at the theta point, where Tc → Θ and φc → 0.
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Using the relations in Eq. (7), we define the order parameter as ϕ = φ − φc , and
the reduced distance to the critical temperature as ∆T̂ = (T − Tc )/Tc . Expanding
the critical part of the Gibbs free energy in the vicinity of the liquid-liquid critical
point and in the large N limit, gives a typical truncated Landau expansion of the
form29,66
1
1
(8)
∆Ĝ = Ĝ − Ĝb = ∆T̂ ϕ2 + u0 ϕ4 ,
2!
4!
√
where the coefficient of the fourth-order term is u0 = 2 N in the large N limit.9
The Landau expansion represents mean-field critical behavior. The background
(“regular”) part of the Gibbs free energy is given by
Ĝb = µ̂s (φc ) + φµ̂ms (φc , $),

(9)

where the chemical potential of the solvent molecules, µ̂s , and the monomer-solvent
exchange chemical potential, µ̂ms , are defined from appropriate derivatives of the
Gibbs free energy: µ̂s = Ĝ − φµ̂ms and µ̂ms = (∂ Ĝ/∂φ)|T,N . This part of the
free energy does not affect either the shape of the phase boundary or the osmotic
susceptibility.
The effects of fluctuations of the order parameter can be incorporated in the
mean-field approximation as well as in the first-order RG expansion through the
“local” (spatial-dependent) Gibbs free-energy density (per unit volume, V ), known
as the Landau-Ginzburg functional,29
1
1
1
d(∆Ĝ)
= ∆T̂ [ϕ(r)]2 + u0 [ϕ(r)]4 + c0 |∇ϕ(r)|2 ,
(10)
dV
2
4!
2
where r is the spatial coordinate, the first two terms are the “bulk” thermodynamic
potential, given by the Landau expansion, Eq. (8), and the last term is the energy
penalty associated with the fluctuation-induced inhomogeneous mixing of the solute
and solvent. The coefficient, c0 , is a length scale on the order of the square of the
range of√molecular interactions. For polymer solutions, c0 , is N -dependent, scaling
as c0 ∼ N .30,35,67–69 From the Landau-Ginzburg functional, p
the correlation length
is related to the thermodynamic susceptibility through ξ = c0 χ̂q=0 .29 Since, in
the mean-field approximation, the susceptibility is independent of N , scaling as
χ̂q=0 = (∂ 2 ∆Ĝ/∂ϕ2 )|T,N ∼ 1/∆T̂ from Eq. (8), q
then the N -dependence of the

correlation length emerges from c0 , such that ξ ∼ c0 /∆T̂ = N 1/4 |∆T̂ |−1/2 (see
Table 2).
The Landau expansion of the Flory-Huggins free-energy density reveals two
problems. First, asymptotically close to the critical point, the Flory-Huggins
theory does not capture the Ising-like critical behavior of real solutions (see Table 1). For example, the mean-field Flory-Huggins theory predicts that the volume
√ fraction along coexistence, found from (∂∆Ĝ/∂ϕ)|T,N = 0, scales as ϕ =
± 3N −1/4 |∆T̂ |1/2 , while asymptotically close to the critical point, ϕ ∼ |∆T̂ |β ,
with β = 0.326. Second, Eq. (8), does not describe the phase behavior in the
vicinity of the theta point, where N → ∞. In this limit, the coefficient of the
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fourth-order term diverges at the theta point, and the Landau expansion no longer
remains valid. Therefore, the range of applicability of Eq. (8) shrinks with increasing
degree of polymerization. To solve these problems, in this Section, we will present a
phenomenological thermodynamic theory to describe the theta point as a tricritical
point, and, in the next Section, we will present a crossover from the asymptotic
Ising-like critical behavior to the mean-field-like tricritical behavior near the theta
point.
First, we consider the consequences of the Flory-Huggins theory in the case of
very high degree of polymerization. In this case, the critical composition becomes
a small physical parameter, and the appropriate expansion of the free energy could
be given through an expansion of the osmotic pressure. The osmotic pressure, Π, is
expressed through the difference of the chemical potential of the pure solvent, µ̂0s ,
and its value in solution, µ̂s , as Π = ρ(µ̂0s − µ̂s ), where ρ is the density. The osmotic
pressure (expressed in a reduced form as Π̂ = Π/ρkB T ) is related to the Gibbs
energy through a Legendre transform, Π̂ = φµ̂ms − Ĝ, and may be represented as a
virial expansion around the theta point as64,70
φ
+ Bφ2 + Cφ3 ,
(11)
Π̂ ≈
N
where the second-order virial coefficient is related to the distance to the theta temperature by B = (1/2)(T − Θ)/T , while the third-order coefficient is C = 1/3.
In the scaling theory, the osmotic pressure, like ordinary pressure, is a fielddependent free energy. This is in contrast to the Gibbs energy, which is a “density”dependent free energy. One may interconvert between field-dependent and densitydependent free energies through Legendre transforms. For instance, in singlecomponent substances, the density of the grand canonical free energy, Ω, is related
to both the pressure, P , of the system and the Helmholtz free energy, A, by a Legendre transform of the form Ω/V = −P = ρA − ρµ, where ρ is the density and the
field variable is the chemical potential, µ.
To describe the theta-point thermodynamics in terms of an appropriate densitydependent free energy, Φ̂, we first need to introduce an appropriate order parameter
for such an energy. De Gennes,31,71 based on the ideas of Edwards,72 defined the
order parameter characterizing the long polymer chain as a vector, ψ(r), associated
with the statistical behavior of the polymer-chain ends.73–75 De Gennes proved that
by integrating over the length of the polymer chain, ψ(r) is related to the volume
fraction by |ψ|2 = φ.31 Assuming that the polymer-chain free energy, Φ̂, may be
expanded in powers of the polymer-chain order parameter, we write the expansion
truncated at the sixth-order term as
1
1
1
(12)
Φ̂ = h2 |ψ|2 + uψ |ψ|4 + gψ |ψ|6 ,
2
4
6
where the coefficient gψ is independent of T and φ, while uψ vanishes at the theta
point, as shown below. From Eq. (12), we define the “ordering” field h1 (r), conjugate to the order parameter, as h1 (r) = ∂ Φ̂/∂[ψ(r)], which, like the order parameter, is also a vector. The second field, h2 , conjugate to |ψ|2 = φ, is expected to play
a similar role as the reduced distance to the critical temperature, ∆T̂ , in Eq. (8).
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To connect the expansion coefficients (uψ and gψ ) with physical properties of the
polymer chain (e.g., φ, T , and N ), we must relate the polymer-chain free energy,
Φ̂, to the osmotic pressure, Π̂. This can be done through a Legendre transform,
Π̂(T, h1 ) = ψ(r) · h1 (r) − Φ̂(T, |ψ|) - analogous to the Legendre transform between
the pressure and the Helmholtz free-energy density. Performing this Legendre transform, with Φ̂ given by Eq. (12), we find
Π̂ =

1
3
5
h2 |ψ|2 + uψ |ψ|4 + gψ |ψ|6 .
2
4
6

(13)

By definition, Eq. (13) is the reduced osmotic pressure, such that the coefficients of
the Landau expansion of the polymer-chain free energy in Eq. (13) must be related to
the coefficients of the virial expansion in Eq. (11). Substituting φ = |ψ|2 in Eq. (11)
and matching the corresponding terms, we obtain the following relationships. From
the coefficients of the |ψ|2 term,
h2 =

2
− 4B|ψ|2 − 3C|ψ|4 ,
N

(14)

while from the coefficients of the |ψ|4 and |ψ|6 terms
uψ = 4B

and

gψ = 3C.

(15)

With use of Eqs. (14) and (15), the expansion of the polymer-chain free energy can
be expressed through the virial expansion coefficients as
Φ̂ = −

1
|ψ|2 + B|ψ|4 + C|ψ|6 .
N

(16)

This expression describes the behavior of the polymer solution in the close vicinity
of the theta point.
One can observe that the polymer-chain free energy, Eq. (16), contains all of
the features present in the Landau theory of tricritical phase transitions.29 Phenomenologically, a tricritical point separates lines of second-order phase transitions
from first-order phase transitions, as shown in Fig. 1. In the Landau theory, a
tricritical point exists where both the coefficients of the second- and fourth-order
terms in Eq. (16) are zero. The renormalization of the fourth-order term may happen due to the coupling between order parameters (a scalar, ϕ, and a vector, ψ),
described by a coupling term in the Landau expansion, in the form of λϕ|ψ|2 .6–8
This coupling term originally exists in the Flory-Huggins Gibbs energy, Eq. (6), as
$φ2 = $φ|ψ|2 . Therefore, the Flory-Huggins interaction parameter, $, plays the
same role as the coupling constant λ in the theory of tricriticality. The renormalization of the fourth-order term in the polymer-chain free energy, Eq. (16), occurs
upon the approach to the theta temperature as B = 1/2 − $ = 1/2(1 − Θ/T ), in
accordance with the Flory-Huggins theory.
As shown in Eq. (16), this occurs in polymer solutions when N → ∞ and
T → Θ, which indicates that the theta point is a tricritical point. In polymer
solutions, states above the theta temperature, along the line of zero polymer volume
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Fig. 5. Polymer-chain scaling fields and phase separation of polymer solution in the vicinity of
the theta-point (tricritical point). For temperatures T > Θ, the self-avoiding-walk singularity line
(“lambda-line”) for a polymer solution in the limit N → ∞ is analogous to a line of second-order
phase transitions (h1 = h2 = 0). For temperatures T < Θ, the lambda-line transforms into a
first-order phase transition line. The line splits into two branches: the polymer branch (dashed
curve) and pure solvent (vertical line), where the critical line of demixing at finite N , is shown by
the solid black curve.

fraction φ = 0, correspond to the “critical states,” characterized as self-avoidingwalk singularities.1,31 While no real second-order phase transition occurs for these
states, the line (along φ = 0 with N → ∞) is analogous to the critical (lambda) line
in other systems with tricritical phase transitions, such as in mixtures of He3 -He4 .2,3
For temperatures below the theta temperature, the system is phase separated, in
which the polymer chain entirely collapses into one phase. This collapse of the
polymer chain is accompanied by the emergence of a finite polymer volume fraction
in this phase, and thus, can be regarded as a first-order phase transition. In Eq. (16),
this behavior is observed depending on the sign of the coefficient of the fourth-order
term, B. When B > 0, there is no phase separation, while when B < 0 the phase
separation is first-order.
The value for the polymer-chain order parameter, ψ0 (r), which lies along coexistence for T < Θ and along the critical composition for T > Θ, is given from the
minimization of the polymer-chain free energy, ∂ Φ̂/∂[ψ(r)] = 0, as

for T > Θ

0
s

2
2
.
(17)
|ψ0 | =
B
1
B

±
+
for T ≤ Θ
−
2C
2C
N
Thus, the “angle-like” behavior of the coexistence curve is described in the limit
N → ∞ (for T ≤ Θ) as


3 Θ−T
|ψ0 (N → ∞)|2 = ϕ0 =
.
(18)
2
T

page 12

September 28, 2022 1:22

ws-rv961x669

Book Title

Critical Fluctuations in Polymer Solutions

main

13

We note that the same result for the phase behavior is predicted from Flory-Huggins
theory, by taking the excess chemical potential of the solvent to be zero in the
osmotic pressure expansion, Eq. (11), when N → ∞. Similarly, in the limit T → Θ,
the spontaneous polymer-chain order parameter is given by
p
(19)
|ψ0 (T → Θ)|2 = ϕ0 = 1/N .
The fact that when B = 0, the spontaneous value of the order parameter scales with
the leading coefficient to the power 1/4, is another feature common to tricritical
phase transitions.29
When the degree of polymerization is large, but still finite, the behavior of the
polymer chain is affected by the degree of polymerization. From the polymer-chain
free energy, we can define the ordering-field for the polymer-chain, h1 (r), as
h1 (r) =

∂ Φ̂
∂[ψ(r)]

h2



2
= ψ(r) h2 + 4B|ψ|2 + 3C|ψ|4 = ψ(r).
N

(20)

Physically, the ordering-field in the polymer chain can be related to the energy
difference between the chain ends. The closer the polymer chain ends are to each
other, the more the chain is affected by this ordering field.
The response of the polymer-chain to the ordering field is given by the polymerchain susceptibility defined as, χ̂ψ = (∂ 2 Φ̂/∂[ψ(r)]2 )−1 . Along the spontaneous
value of the order parameter, |ψ0 |, and in the limit N  B, the inverse susceptibility
is given by
1
+ B2.
(21)
N
The susceptibility scales with the degree of polymerization at the theta temperature, as χ̂ψ (T → Θ) ∝ N , while in limit N → ∞, the susceptibility is inversely
proportional to the distance to the theta point, as χ̂ψ (N → ∞) ∝ B −2 . Moreover,
the behavior of the correlation length of the polymer-chain order parameter, ξψ ,
in the vicinity of the theta point can be determined through a Landau Ginzburg
functional, similar to Eq. (10), such that
√
p
N
√
ξψ = cψ χ̂ψ ∝
,
(22)
1 + N B2
χ̂−1
ψ ∝

where it is important to note that cψ only depends on the size of the monomer.
√
Equation (22) has two key limits: at the theta temperature ξψ (T → Θ) ∝ N and
for an infinite degree of polymerization, ξψ (N → ∞) ∝ B −1 ∼ (Θ − T )−1 .
A remarkable feature of tricriticality is the fact that in three dimensions, the
system near tricritical points demonstrates essentially mean-field behavior. For
Ising-like systems, the marginal dimension that separates mean-field criticality and
scaling criticality is d = 4. For tricritical systems, the marginal dimension is d =
3.13,35,76 Therefore, the crossover between criticality and theta-point tricriticality is
essentially a crossover between asymptotic Ising-like critical behavior and mean-field
tricritical behavior, which is discussed in detail in the next Section.
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4. Crossover between Ising Criticality and Theta-Point Tricriticality
As first demonstrated by Widom,77 the phase coexistence in the mean-field FloryHuggins theory may be represented in a universal way by rescaling the order
parameter, ϕ = φ − φc√
, and the reduced distance to the critical temperature,
∆T̂ = (T − Tc )/Tc , by N . A schematic of the universal mean-field-scaled behavior is√illustrated in Fig. 6. Following Widom,77 we define a “Widom variable”
√
as x = N |∆T̂ |, and since the critical volume fraction scales as
√ φc ≈ 1/ N for
large N , we define the rescaled order parameter as ϕ̂ = ϕ/φc ≈ N ϕ.
77
Widom demonstrated that there are two key limits of such
√ scaled behavior.
First, asymptotically close to the critical point,
where ∆T̂  N and x  1, the
√
order parameter along coexistence is ϕ̂ = 3x. This result also corresponds to the
behavior of the Landau expansion of the Flory-Huggins theory. However, Widom’s
approach also elucidates
√ the behavior of the polymer solution in the alternative
limit, where ∆T̂  N and x  1. In this limit, the order parameter along
coexistence adopts two solutions: for the polymer-rich phase, ϕ̂ = (3/2)x, while for
the solvent-rich phase, ϕ̂ = −1, which corresponds to the “angle-like” shape of the
coexistence observed in the theta-point (tricritical) limit, Eq. (18).
As already discussed, the actual (fluctuation-induced) behavior of the phase
coexistence asymptotically close to the critical point follows the Ising-model universality class. Thus, in the region where x  1, according to the scaling theory,
ϕ̂ ' xβ , where β = 0.326 (see Table 1). The region where the mean-field approximation becomes insufficient, and the effects of critical fluctuations must be taken

Fig. 6. A universal phase diagram in Flory-Huggins theory, as suggested by Widom,77 is achieved
by rescaling the volume-fraction order parameter, ϕ, and the reduced distance to the critical
temperature, ∆T̂ , by the square root of the degree of polymerization.
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into account, is given by the “Ginzburg criterion”,19,28 |∆T̂ |  |∆T̂ |× = NG , where
NG is the Ginzburg number and |∆T̂ |× = (T× − Tc )/Tc . The Ginzburg number can
be estimated by the following expression19,28
 2
υ0
2
,
(23)
|∆T̂ |× ≈ u0 ¯3
ξ0
1/3

where u0 is the fourth-order coefficient in the Landau expansion and υ0 is of the
order of the range of interactions, ξ0 . The Ginzburg number indicates the crossover
temperature from mean-field behavior away from the critical point to Ising-like
behavior in the asymptotic vicinity of the critical point. For ordinary second-order
phase transitions, the Ginzburg number is controlled by the range of interactions,
√
ξ0 , while u0 and υ0 are effectively constant.27 For polymer solutions, u0 = 2 N ,
1/3
as given in Eq. (8), υ0 is the volume of the monomer, and ξ¯0 ≈ υ0 N 1/4 is the
amplitude of the correlation length
√ in the mean-field approximation. Thus, Eq. (23)
where c is a system dependent constant of the
can be simplified as |∆T̂ |× = c/ N , √
order of unity. Analogously, at x = N |∆T̂ | = 1, the Widom crossover indicates
the crossover temperature from mean-field tricritical behavior in the vicinity of the
theta point to the behavior (either mean-field or Ising-like) in the vicinity of the
critical-demixing point.
The Widom procedure for the crossover between the mean-field critical regime
and the theta-point tricritical regime in polymer solutions was generalized by Anisimov and co-workers to include the effects of critical fluctuations in the vicinity of
the critical-demixing point.9,13,34–36,43 We refer to this approach as the “generalized Widom crossover,” and in this review, we present a simplified version of this
crossover, emphasizing the essential physics of this phenomenon.
First, in the vicinity of the theta point, there are logarithmic corrections to
the mean-field behavior, induced by fluctuations, since the marginal dimension for
tricriticality is d = 3, that must be accounted for.13,35,76 In this case, the classical
chain-length dependence of the critical parameters, φc and Tc , as given by Eq. (7),
are modified by tricritical fluctuations. The modified critical parameters are13
φc =

1
√
1 + a N (1 + ln N )−1/2

and

Θ − Tc
1
√ ,
≈
3/22
Θ
(ln N )
N

(24)

where the coefficient a is on the order of unity. Note that there is a significant effect
of logarithmic fluctuations on the critical volume fraction, as shown in Fig. 7, as
compared with the prediction of the Flory-Huggins theory, Eq. (7). Meanwhile, the
effect of logarithmic corrections on the critical temperature is relatively small, but
still consequential.
In the generalized Widom crossover, as a result of the logarithmic correction to
the theta-point tricritical behavior, a more accurate representation for the Widom
variable, x, is x̃ = (T − Tc )/(Θ − Tc ), where the critical temperature is measured
13,34–36
experimentally and the theta temperature is obtained from
√ extrapolation.
In the Flory-Huggins theory, x̃ = x, as (Θ − Tc )/Tc ≈ 1/ N = φc for large N .
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Fig. 7. Critical volume fraction, φc of solutions of polystyrene in cyclohexane measured as a
function of the degree of polymerization, N , by Kojima and Nakata et al.10–12 (red), polystyrene
in cyclohexane by Anisimov et al.35 (orange), polystyrene in methylcyclohexane by Dobashi et
al.39 (green), and PMMA in 3-octanone by Xia et al.40,41 (blue). The solid curve represents
Eq. (24), with coefficient a = 0.95, while the dashed curve represents the prediction from the
Flory-Huggins theory, Eq. (7).

Moreover, the reduced order parameter, ϕ̂ = (φ − φc )/φc , is rescaled with a critical
volume fraction determined from experiment. From here, a simple interpolation
function, with a crossover parameter given through the Widom variable, is utilized to modify the universal variables (x̃ and ϕ̂) to match the scaling limits in
the asymptotic Ising-like critical regime. The crossover parameter responsible for
the transition from Ising-like criticality to theta-point tricriticality is given as the
ratio z = ξ/Rg .9,13,33–36 We note that in the Flory-Huggins theory, the crossover
variable reduces to the Widom variable as z = x̃−1/2 . Therefore, the crossover behavior of the phase coexistence in polymer solutions can be represented by a simple
generalization of the Widom crossover as
(1−2β)/4ν
ϕ̂ ≈ ϕ̂MF 1 + z 2
,
(25)
where the amplitude function, ϕ̂MF , is predicted from the mean-field Flory-Hugginslike theory. The Ising critical exponent is β = 0.326 (see Table 1). Equation (25)
has the limits: ϕ̂(z  1) → ϕ̂MF and ϕ̂(z  1) → B0 |∆T̂ |β , where B0 ∼ N −0.337
(see Table 2).
In a similar form to the phase coexistence behavior Eq. (25), the crossover
expressions for the susceptibility and correlation length are given by35,36
2 (γ−1)/2ν
χ̂−1 ≈ χ̂−1
,
MF (1 + z )

(26)

2 (2ν−1)/4ν

(27)

ξ ≈ ξMF (1 + z )

,

where the amplitude functions are the susceptibility and correlation length predicted
−0.5
¯
by the mean-field Flory-Huggins-like theory, χ̂−1
MF = Γ̄0 |∆T̂ | and ξMF = ξ0 |∆T̂ |
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Fig. 8. Phase diagram and universal behavior of a solution of polystyrene in methylcyclohexane.
(a) Phase behavior of the polymer solution. The open circles are experimental data,39 while
the curves are the theoretical prediction.33 (b) Rescaling the volume fraction and temperature
generates a universal phase diagram. As shown, the polymer-rich phase exhibits a crossover from
the asymptotic Ising-like critical region to the tricritical theta-point region, while the solvent-rich
phase exhibits a crossover from the asymptotic Ising-like region to the limit of pure solvent.

(where Γ̄0 ∼ N 0 and ξ¯0 ∼ N −0.25 are the mean-field amplitudes), see Eq. (10).
Asymptotically close to the critical point (for z  1), Eqs. (26) and (27) satisfy the
critical power laws, χ̂ = Γ0 |∆T̂ |−γ and ξ = ξ0 |∆T̂ |−ν (see Table 1). For example,
consider the phase behavior of the eight different solutions of polystyrene in methylcyclohexane with different degrees of polymerization13,39 presented in Fig. 8a. The
universal crossover behavior of this system is shown in Fig. 8b.
By rescaling the thermodynamic properties, we may represent the crossover
phenomenon in a universal form as
ϕ̃ ≡

ϕ̂|∆T̂ |−β
(1 + z 2 )(1−2β)/4ν
×
,
≈
B0
(∆T̂× /∆T̂ )1/2

(28)

χ̃ ≡

χ|∆T̂ |γ×
(1 + z 2 )(1−γ)/2ν
≈
,
Γ0
∆T̂ /∆T̂×

(29)

ξ|∆T̂ |ν×
(1 + z 2 )(2ν−1)/4ν
ξ˜ ≡
≈
.
(30)
ξ0
(∆T̂ /∆T̂× )1/2
Figure 9 shows the universal susceptibility (a) and correlation length (b) for five different degrees of polymerization in a polystyrene-cyclohexane solution.10–12,35,39–41
The inset of Fig. 9a shows the deviation of the susceptibility from the asymptotic Ising-like behavior in the vicinity of the theta-point. In their rescaled forms,
the thermodynamic properties exhibit the middle of their crossover at the Widom
crossover point, x = ∆T̂ /∆T̂× = 1.
Another phenomenon associated with the crossover to theta-point tricriticality
is the dynamic coupling of the diffusive relaxation of the critical concentration fluctuations discussed in Sec. 2, and entanglements/disentanglements of long polymer
chains (commonly referred in the literature as a “viscoelastic mode”58 ). Experimental verification of the dynamic coupling between these two modes was demonstrated
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Fig. 9. Universal scaling behavior of thermodynamic properties. (a) Scaled susceptibility and
deviation of the susceptibility from Ising critical behavior (shown as inset) as a function of the
normalized distance from the critical temperature, ∆T̂ /∆T̂× , for polystyrene–cyclohexane solutions with five different molecular weights of polystyrene. (b) The scaled correlation length for the
same data. The symbols indicate experimental data, while the solid curve represents the crossover
theory. The dashed lines represent the two limiting behaviors: Ising asymptotic behavior and
theta-point (tricritical) behavior. Adapted with permission from Phys. Rev. E .35

independently by Tanaka et al.58 and Kostko et al.35,78 According to the theory of
de Gennes and Brochard,79,80 the normalized time-dependent intensity correlation
function, g2 (t), is given in the form

2
g2 (t) − 1 = f+ e−ω+ t + f− e−ω− t ,
(31)
with decay frequencies given by


s
2
ω
ωψ 
ω
ω
q
q
q
1 + q 2 ξψ2 +
±
1 + q 2 ξψ2 +
ω± =
− 4 ,
2
ωψ
ωψ
ωψ

(32)

and corresponding amplitudes f+ and f− given by
ω± − ωψ (1 + q 2 ξψ2 )
,
(33)
ω+ − ω−
where ω± are the coupled modes, in which the relaxation of the faster mode is designated as, ω+ , and consequently, the slower mode is designated as ω− . In previous
works, ξψ was defined as a mesoscopic viscoelastic length scale, which we identify
with the correlation length of the polymer chain, given by Eq. (22). In Eqs. (32)
and (33), ωq represents the uncoupled q-dependent diffusion relaxation mode, as
specified through the diffusion equations given by Eqs. (4) and (5), and ωψ is an
uncoupled q-independent viscoelastic relaxation mode associated with the polymer
chain and assumed to be inversely proportional to the viscosity of the solution,
which diverges in the limit N → ∞, as ωψ ∝ η(T )−1 .38 The diffusive relaxation
mode, ωq is associated with the conserved order parameter, ϕ = φ − φc , while the
viscoelastic mode is associated with the non-conserved polymer-chain order parameter |ψ|.38,58,78 The coupling between the two dynamic modes reflects the coupling
f± = ±
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Fig. 10. Decay frequencies, ω± , for a solution of polystyrene in cyclohexane, with N = 110, 000,
measured at scattering angle, θ = 30°.38 The symbols represent the values for the two coupled
modes extracted from the fit of the correlation-function data, Eq. (31). The points correspond
to the faster mode, ω+ (upper), and the slower mode, ω− (lower). The dashed curves represents
the theoretical calculations of the uncoupled viscoelastic mode, ωψ , and the uncoupled diffusive
mode, ωq .

between these two order parameters that is responsible for the emergence of the
theta-point tricriticality.
The effect of coupling between the two dynamic modes is most clearly observed in polymer solutions with a high degree of polymerization (closer vicinity
to the theta point). For instance, Fig. 10 depicts the dynamic coupling in a solution of polystyrene in cyclohexane with molecular weight of 11.4 million g/mol
(N = 110, 000).38 The avoided crossing in the behavior of the fast and slow frequency modes, ω± , is reminiscent of the Landau-Zener effect in the transition dynamics of a two-state quantum system.81,82 As illustrated in Fig. 10, in the vicinity
of the critical point, both the uncoupled viscoelastic and diffusive modes saturate.
The diffusive relaxation time saturates at a finite wave number, controlled by the
scattering angle, while the viscoelastic relaxation time saturates because the degree
of polymerization is finite and ξψ reaches a finite value. In this region, the characteristic frequency of the faster coupled mode scales with the correlation length of
the polymer chain as ω+ = ωψ (1 + q 2 ξψ2 ), while the frequency of the slower coupled
mode scales as ω− = ωq (1 + q 2 ξψ2 )−1 . In the region far away from the critical temperature, the two modes uncouple as ω− ≈ ωψ and ω+ ≈ ωq .38,58,78 We conclude
that dynamic light-scattering experiments enable one to obtain the polymer-chain
correlation length, ξψ .
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5. Critical Phenomena in a Polymer Blend
Our treatment of the critical behavior in polymer solutions may be generalized
to a mixture of two incompressible polymer species, A and B, with degrees of
polymerization NA and NB , respectively. Modifying the Flory-Huggins theory to
account for the lengths of each species, the Gibbs energy of mixing of the blend,
Ĝbd , is given by59–61,83–85


(1 − φ)
φ
ln φ +
ln(1 − φ) + $φ(1 − φ),
(34)
Ĝbd =
NA
NB
where the Flory interaction parameter is approximated as $ = Θ/2T , see Eq. (6).
Equation (34) has the following two limits: first, in the case when one species is
much longer than the other, NA ≡ N  NB and NB ≈ 1, then Eq. (34) reduces
to the Gibbs energy of mixing in the Flory-Huggins theory, Eq. (6). Hereafter, we
refer to this case as the asymmetric limit. Second, in the case when each species is
of the same size, NA = NB = N , then the contribution from the entropy of mixing,
the term in brackets in Eq. (34), scales with 1/N . We refer to this case as the
symmetric limit.
The critical volume fraction and critical temperature are determined
from the thermodynamic stability conditions, (∂ 2 Ĝbd /∂φ2 )|T,NA ,NB = 0 and
(∂ 3 Ĝbd /∂φ3 )|T,NA ,NB = 0, yielding
√

−2
NB
1
1
√
φc = √
and
Tc = Θ √
+√
.
(35)
NA + NB
NA
NB
In the asymmetric limit, the critical parameters given by Eq. (35) reduce to those
given by Eq. (7). In the symmetric limit, φc = 1/2 and Tc = ΘN/2, and, when
both polymer chains are sufficiently long, such that N  1, then Tc → ∞, and the
polymer blend would not mix for any degree of nonideality.
Just as given by Eq. (8), the truncated Landau expansion may be represented
in the form
1
1
(36)
∆Ĝbd = ã0 ∆T̂ ϕ2 + ũ0 ϕ4 ,
2
4!
where the expansion coefficients for the blend are given by

2

4
p p
1
1
1
1
ã0 = √
+√
and
ũ0 = NA NB √
+√
. (37)
NA
NB
NA
NB
The Landau expansion of the Flory-Huggins Gibbs free energy, Eq. (8), is recovered
in the asymmetric limit. In the symmetric limit, the second- and fourth-order
coefficients of Eq. (37), are given by a0 = 4/N and u0 = 32/N . In the symmetric
blend, any degree of non-ideality will produce phase separation in the limit N → ∞.
The osmotic pressure for the polymer blend is related to the Gibbs energy
through a Legendre transform, Π̂bd = φ(∂ Ĝbd /∂φ)|T,NA ,NB − Ĝbd , and may be
represented as a virial expansion around the theta point as84


φ
1
1
Θ
1 3
Π̂bd =
+
−
φ2 +
φ .
(38)
NA
2 NB
T
3NB
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Comparing with the asymmetric limit for osmotic pressure, Eq. (11), we see that
the second and third virial coefficients depend on NB as


1
1
Θ
1
B=
−
and
C=
.
(39)
2 NB
T
3NB
This dependence on NB has important implications for the polymer-chain free energy, Eq. (16). Following the derivation in Sec. 4, the polymer-chain free energy of
the blend is given by


1
1
Θ
1
1
2
|ψ| +
−
|ψ|4 +
|ψ|6 .
(40)
Φ̂bd = −
NA
2 NB
T
3NB
The condition for theta-point tricriticality is only observed in the asymmetric limit
where NA  NB → ∞. However, in the symmetric limit, the polymer-chain free
energy becomes undefined at the theta point as T → Θ and N → ∞, while ψ(r) →
0, implying that there is no theta-point tricriticality in a symmetric blend.
It is important to note that, for finite N , the polymer blend exhibits Isinglike critical behavior in the vicinity of the liquid-liquid critical point,86,87 just like
all fluid mixtures.16,19 The size of the critical region is determined through the
Ginzburg criterion, Eq. (23), which scales with the degree of polymerization of each
species as87–90
NG ∼ √

1
.
NA NB

(41)

√
Equation (41) has the following two limits: in the asymmetric limit, NG ∼ 1/ N ,
just as discussed in Sec. 4, while in the symmetric limit, NG ∼ 1/N . Thus, a
symmetric blend, with a large degree of polymerization, has a much smaller critical
region than a polymer blend in the asymmetric limit. This fact, combined with
the consequences of Eq. (40), means that the symmetric polymer blend would only
exhibit one type of crossover, namely, the crossover from Ising-like critical behavior
in the vicinity of the critical point to mean-field behavior away from the critical
point. As the polymer blend becomes asymmetric, a tricritical region would emerge
as discussed in Sec. 4.
6. Conclusion
We have shown that the nature of critical fluctuations in polymer solutions, including the crossover from Ising-like critical behavior near the critical point of mixing to
tricritical behavior near the theta point, has been resolved both theoretically and
experimentally. Specifically, this crossover is governed by a competition between
two characteristic length scales, namely, the correlation length of concentration
fluctuations, ξ, related to the osmotic susceptibility, which diverges at the critical
point, and the polymer-chain correlation length, ξψ , related to the radius of gyration, Rg . This competition causes a coupling between the two order parameters: the
conserved order parameter associated with the polymer concentration, φ, and the

page 21

September 28, 2022 1:22

ws-rv961x669

22

Book Title

main

Mikhail A. Anisimov, Thomas J. Longo, and Jan V. Sengers

non-conserved order parameter associated with the fluctuations of the long polymer chains, ψ(r), which accounts for the observed static and dynamic phenomena
in polymer solutions.
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tricriticality in polymer solutions, Jetp Lett. 72, 578–582, (2000).
34. M. A. Anisimov, A. F. Kostko, and J. V. Sengers, Competition of mesoscales and
crossover to tricriticality in polymer solutions, Phys. Rev. E. 65, 051805, (2002).
35. M. A. Anisimov, A. F. Kostko, J. V. Sengers, and I. K. Yudin, Competition of
mesoscales and crossover to theta-point tricriticality in near-critical polymer solutions, J. Chem. Phys. 123, 164901, (2005).
36. M. A. Anisimov and J. V. Sengers, Scaling, tricriticality, and crossover in polymer
solutions, Mol. Phys. 103, 3061–3070, (2005).
37. J. Jacob, M. A. Anisimov, J. V. Sengers, V. Dechabo, I. K. Yudin, and R. W. Gammon,
Light scattering and crossover critical phenomena in polymer solutions, Appl. Opt. 40,

page 23

September 28, 2022 1:22

24

ws-rv961x669

Book Title

main

Mikhail A. Anisimov, Thomas J. Longo, and Jan V. Sengers

4160–4169, (2001).
38. A. F. Kostko, M. A. Anisimov, and J. V. Sengers, Dynamics of critical fluctuations in
polymer solutions, Phys. Rev. E. 76, 021804, (2007).
39. T. Dobashi, M. Nakata, and M. Kaneko, Coexistence curve of polystyrene in methylcyclohexane. I. range of simple scaling and critical exponents, J. Chem. Phys. 72,
6685, (1980).
40. K. Xia, Interfacial tensions of phase-separated polymer solutions, J. Chem. Phys. 97,
1446, (1992).
41. K. Xia, X. An, and W. Shen, Measured coexistence curves of phase-separated polymer
solutions, J. Chem. Phys. 105, 6018, (1996).
42. K. G. Wilson and M. E. Fisher, Critical exponents in 3.99 dimensions, Phys. Rev.
Lett. 28, 240–243, (1972).
43. V. A. Agayan, M. A. Anisimov, and J. V. Sengers, Crossover parametric equation of
state for Ising-like systems, Phys. Rev. E. 64, 026125, (2001).
44. H. Behnejad, J. V. Sengers, and M. A. Anisimov, Thermodynamics Behaviour of Fluids
near Critical Points, In eds. A. R. Goodwin, C. J. Peters, and J. V. Sengers, Applied
Thermodynamics of Fluids, chapter 10, pp. 321–367. Royal Society of Chemistry,
Cambridge, (2010).
45. M. E. Fisher, Correlation functions and the critical region of simple fluids, J. Math.
Phys. 5, 944, (1964).
46. M. E. Fisher and R. J. Burford, Theory of critical-point scattering and correlations.
I. the Ising model, Phys. Rev. 156, 583–622, (1967).
47. B. I. Halperin, P. C. Hohenberg, and E. D. Siggia, Renormalization-group calculations
of divergent transport coefficients at critical points, Phys. Rev. Lett. 32, 1289–1292,
(1974).
48. E. D. Siggia, B. I. Halperin, and P. C. Hohenberg, Renormalization-group treatment
of the critical dynamics of the binary-fluid and gas-liquid transitions, Phys. Rev. B.
13, 2110–2123, (1976).
49. J. V. Sengers, Transport properties of fluids near critical points, Int. J. Thermophys.
6, 203, (1985).
50. K. Kawasaki. Mode coupling and critical dynamics. In eds. C. Domb and M. S. Green,
Phase transitions and critical phenomena, vol. 5A. Academic, New York, (1976).
51. H. C. Burstyn, J. V. Sengers, J. K. Bhattacharjee, and R. A. Ferrell, Dynamic scaling function for critical fluctuations in classical fluids, Phys. Rev. A. 28, 1567–1578,
(1983).
52. H. Hao, R. A. Ferrell, and J. K. Bhattacharjee, Critical viscosity exponent for classical
fluids, Phys. Rev. E. 71, 021201, (2005).
53. T. Ohta, Multiplicative renormalization of the anomalous shear viscosity in classical
liquids, J. Phys. C: Solid State Phys. 10, 791, (1977).
54. A. Onuki, Phase Transition Dynamics. (Cambridge University, Cambridge, 2002).
55. S. K. Das, J. Horbach, K. Binder, M. E. Fisher, and J. V. Sengers, Static and dynamic
critical behavior of a symmetrical binary fluid: A computer simulation, J. Chem. Phys.
125, 024506, (2006).
56. Y. B. Melnichenko and G. D. Wignall, Dimensions of polymer chains in critical semidilute solutions, Phys. Rev. Lett. 78, 686–688, (1997).
57. G. D. Wignall and Y. B. Melnichenko, Recent applications of small-angle neutron
scattering in strongly interacting soft condensed matter, Rep. Prog. Phys. 68, 1761,
(2005).
58. H. Tanaka, Y. Nakanishi, and N. Takubo, Nonuniversal nature of dynamic critical
anomaly in polymer solutions, Phys. Rev. E. 65, 021802, (2002).

page 24

September 28, 2022 1:22

ws-rv961x669

Book Title

Critical Fluctuations in Polymer Solutions

59.
60.
61.
62.
63.

64.
65.
66.
67.
68.

69.
70.

71.
72.
73.
74.
75.
76.

77.
78.

79.
80.
81.
82.
83.

main

25

P. J. Flory, Thermodynamics of high polymer solutions, J. Chem. Phys. 9, 660, (1941).
M. L. Huggins, Solutions of long chain compounds, J. Chem. Phys. 9, 440, (1941).
P. J. Flory, Principles of Polymer Chemistry. (Cornell University, Ithaca, 1953).
R. H. Colby and M. Rubinstein, Two-parameter scaling for polymers in θ solvents,
Macromol. 23, 2753–2757, (1990).
J. Teixeira Azevedo, M. J. E. de Mello Cardoso, and E. C. da Silva, Theoretical
determination of the theta temperature for solvent–polymer systems, J. Mol. Struct:
Theochem. 464, 95–105, (1999).
M. Rubinstein and R. H. Colby, Polymer Physics. (University, Oxford, 2003).
D. Frenkel, Entropy-driven phase transitions, Physica A. 263, 26–38, (1999).
L. D. Landau and E. M. Lifshitz, Statistical Physics: Part 2. vol. 9, Course of Theoretical Physics, (Pergamon, Oxford, 1981), 2 edition.
K. Shinozaki and T. Nose, Molecular weight dependence of critical amplitudes in
polymer solutions, Polym. J. 13, 1119–1123, (1981).
T. Nose, K. Shinozaki, T. Van Tan, and Y. Saito, Interfacial Tension of Demixed
Polymer Solutions Near Critical Solution Temperature, In eds. W. Bailey and T. Tsuruta, Contemporary Topics in Polymer Science, chapter 52, pp. 789–805. Springer,
New York, (1984).
S. Z. Mirzaev, T. Heimburg, and U. Kaatze, Critical behavior of polystyrenecyclohexane: Heat capacity and mass density, Phys. Rev. E. 82, 061502, (2010).
I. M. Withers, A. V. Dobrynin, M. L. Berkowitz, and M. Rubinstein, Monte Carlo
simulation of homopolymer chains. I. second virial coefficient, J. Chem. Phys. 118,
4721, (2003).
P.-G. de Gennes, Collapse of a polymer chain in poor solvents, J. Phys. (Paris) Lett.
36, L–55, (1975).
S. F. Edwards, The statistical mechanics of polymers with excluded volume, Proc.
Phys. Soc. 85, 613, (1965).
J. des Cloizeaux, The lagrangian theory of polymer solutions at intermediate concentrations, J. Phys. France. 36, 281–291, (1975).
M. A. Moore, Theory of semi-dilute polymer solutions, J. Phys. France. 38, 265–271,
(1977).
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