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To date, a number of valley materials have been discovered with the spin-valley or valley-layer
couplings. It is highly desirable to realize the interplay of more electronic degrees of freedom in
a valley material. Based on the first-principles calculations, we demonstrate the valley and spin
degeneracy liftings in the band structure of a TiSiCO monolayer, with the help of the selective
expression of the layer pseudospin via atomic adsorption. The introduction of the transition-metal
adatoms provides an effective electric field and magnetic proximity effect, giving rise to the valley
and spin splittings. These splittings can be further tuned by applying an external electric field.
According to the modified band structure, various interlayer excitons with different combinations of
spins and electric dipoles are selectively created, under the optical field of appropriate frequencies.
The tunable spin and valley splittings in atom adsorbed TiSiCO monolayer offer opportunities
for exploring the interactions between spin, valley and layer pseudospin, and designing advanced
optoelectronic devices.

I. INTRODUCTION

Valley, as a novel electronic degree of freedom, has
attracted widespread attentions in recent years [1–3].
Monolayer transition-metal dichalcogenides are a class
of typical valley material, which are characterized by the
coupling between the spin and valley due to a large spin-
orbit interaction [4–10]. The spin-valley coupling gives
rise to many interesting consequences, e.g. spin-valley-
contrasting circular dichroism and anomalous Hall ef-
fects. Besides transition-metal dichalcogenides, the spin-
valley physics are also found in monolayer MnPX3 (X =
S, Se) [11], VSi2N4 [12], V2Se2O [13] etc. On the other
hand, the coupling between valley and layer has been
proposed in two-dimensional materials, e.g. monolayer
TiSiCO [14], bilayer MnF4 and bilayer TaOI2 [15], where
two valley states are contributed by different atomic lay-
ers. The valley-layer coupling enables the creation of
interlayer excitons and the energy-efficient control of the
valley polarization via an external electric field.

Given that both the spin-valley and the valley-layer
couplings exhibit conceptual importance and application
potential, it is highly intriguing that a two-dimensional
electronic system can host both spin and layer pseudospin
in a valley structure and thus give full play to multi-
ple electronic degrees of freedom. This kind of systems
can be realized by constructing a bilayer or multilayer
structure composed of the spin-valley-coupled monolay-
ers, where bilayer transition-metal dichalcogenides are
typical examples [16–18]. Besides, as an alternate way
of designing the spin-valley-layer related systems, it is
likely to introduce the spin degree of freedom into the
valley-layer-locked materials. However, for the alternate
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way, the studies are lacking on not only its material re-
alization but also associated physics.

In this paper, taking the TiSiCO monolayer as an
example of the valley-layer-locked materials, our first-
principle calculations demonstrate that the interactions
between spin, valley and layer in the monolayer via the
atomic adsorption. There are considerable valley split-
tings and spin splittings in the band structure. These
splittings results from the distinct shifts of different band-
edge states associated with different atomic layers and
different spins, under the action of the transition-metal
adatom. To be specific, it is the combined roles of the
effective vertical electric field produced by the atomic ad-
sorption and the valley-layer coupling of the band-edge
states that lead to the valley splittings. The spin split-
tings are realized by the magnetic proximity effect from
the adatoms, and their magnitudes are larger for the
band-edge states composed of the atomic layer closer to
adatoms. The valley and spin splittings can be further
regulated by an applied electric field. In the presence of
the valley and spin degeneracy liftings, non-polarized op-
tical fields with certain frequencies can be used to selec-
tively excite different band-edge states and generate mul-
tiple types of interlayer excitons with opposite spins and
opposite electric dipoles. The intriguing findings broaden
the scope of the research of valleytronics and spintronics
materials, and pave the way for designing energy-efficient
devices based on the couplings of multiple electronic de-
grees of freedom.

II. METHODS

First-principles density-functional-theory calculations
[19, 20], as implemented in VASP [21, 22], are performed
to relax atomic structures and investigate electronic
properties of transition-metal adsorbed TiSiCO mono-
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layer. The projector augmented wave potentials [23] and
the Perdew-Burke-Ernzerhof exchange-correlation func-
tionals [24] are used with a plane-wave cutoff of 520 eV.
A 5×5×1 Monkhorst-Pack k-mesh [25] is adapted to sam-
ple the Brillouin zone of the TiSiCO supercell. A vacuum
layer, with a thickness of 17 Å, is inserted to minimize
the interaction between the two-dimensional layer and its
periodic images. The convergence thresholds of the total
energy and the interatomic force on each atom are set
to 10−5 eV and 0.01 eV/Å, respectively. In electronic
structure calculations, the HSE06 hybrid functional [26]
is further employed to more accurately account for the
band gap of the semiconductor monolayer, and the verti-
cal electric field is applied by adding a sawtooth potential
[27, 28].

For each adsorption configuration of transition-metal
atom on TiSiCO monolayer, we calculate the adsorption
energy, Eads, by the relation,

Eads = Etot−ETSCO−ETM, (1)

where Etot is the total energy of relaxed adsorption con-
figuration. ETSCO and ETM are the energies of a free-
standing TiSiCO monolayer and an isolated transition-
metal atom, respectively. To quantify the spin splitting
for a given band (the valence or conduction band) at a

given valley, ∆
v/c,τ
spin , and the valley splitting for a given

band, ∆
v/c
val , in the band structure, we define the relations

∆
v/c,τ
spin = E

v/c,τ
↑ −Ev/c,τ↓ , (2)

∆
v/c
val = E

v/c,+1
val −Ev/c,−1val , (3)

where v and c represent the valence and conduction
bands, respectively. τ = ±1 denote the X and X′ valleys,
respectively. ↑ and ↓ distinguish the spin-up and spin-

down states. E
v/c,τ
↑/↓ is the energy of the corresponding

electronic state. E
v/c,τ
val , chosen from E

v/c,τ
↑ and E

v/c,τ
↓ ,

is the one closer to the Fermi level.

III. RESULTS

A. Atomic structure of cobalt adsorbed TiSiCO

We first take the cobalt atom for example to demon-
strate the effects of transition-metal adsorption on the
atomic and electronic structures of TiSiCO monolayer.
The results of other adatoms, iron and nickel, will be
given at the end of the section. To study the adsorp-
tion system, we construct a 3×3 supercell of the TiSiCO
monolayer, as shown in Fig. 1. The monolayer has a
square lattice and a space group of P4m2 [14]. It includes
five atomic layers with a stacking order of O-Ti-Si/C-Ti-
O. The in-plane lattice constant of the TiSiCO supercell
is computed to be 8.45Å.

On the top surface of the monolayer, we consider four
highly-symmetric adsorption sites. They are two top sites
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FIG. 1. Atomic structures of the cobalt adsorbed TiSiCO
monolayer. (a) Top view and (b) side view of the most stable
adsorption configuration. The supercell of the adsorption sys-
tem is bounded by dashed lines. Different elements are repre-
sented by balls with different colors and sizes. The black dots
denote possible adsorption sites. In order to clearly demon-
strate the adsorption sites, only the upper O and Ti atomic
layers of the monolayer are given in (a).

and two hollow sites in the square mesh of the upper
Ti and O atomic layers [See Fig. 1(a)]. The two top
sites, TTi and TO, are located above the upper Ti and
O atoms, respectively, while the in-plane coordinates of
two hollow sites, H and H′, coincide with those of C and
Si atoms in the middle atomic layer, respectively. The
computed adsorption energies of these adsorption con-
figurations are in the range from −0.8 eV to −1.8 eV,
indicating that these configurations are (meta-) stable.
Among these configurations, the H′ site is the most sta-
ble with the lowest adsorption energy, and its top view
and side view are given in Figs. 1(a) and (b), respec-
tively. Herein, the in-plane lattice constant of the fully
relaxed supercell is changed by only 0.3 %, compared
with the pristine TiSiCO monolayer. The nearest neigh-
bors of the cobalt atom are two oxygen atoms, and the
distance between the cobalt and the oxygen atoms is 1.91
Å, exhibiting a chemical bonding. Owing to the chemi-
cal bonding, the two oxygen atoms are shifted upwards
by 0.11 Å, compared with the other oxygen atoms. The
related structural parameters are also listed in Table I.

B. Electronic properties of cobalt adsorbed TiSiCO

For the stable adsorption configuration, we further cal-
culated its magnetic and electronic properties. After the
cobalt adsorption, the system has a total magnetic mo-
ment of 0.95 µB in a supercell. This is mainly contributed
by the cobalt atom, of which the magnetic moment is 1.21
µB. There are also small contributions from the upper O
and Ti layers by the magnetic proximity effect.

Fig. 2 demonstrates the band structures of the
TiSiCO monolayer, before and after the cobalt adsorp-
tion. Herein, the spin-orbit coupling is not taken into
account in the band structures, since it has no quali-
tative effect on the results, which will be discussed in
Supplemental Material (SM hereafter). As for the pris-
tine non-magnetic TiSiCO monolayer, the bands in Fig.
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2(a) are all spin-degenerate. There is a pair of degen-
erate valleys, which are located at the highly-symmetric
points, X and X′, of the square Brillouin zone [See the
inset of Fig. 2(a)]. Owing to the valley degeneracy, the
direct band gaps at two valleys are equal, with a magni-
tude of 0.26 eV. According to the atomic projection, the
band-edge states at both valleys are mainly contributed
by the Ti atoms. The valence band states at X valley
and the conduction band states at X′ valley are both
contributed by the top Ti layer, while the valence band
states at X′ valley and the conduction band states at X
valley are both composed of the bottom Ti layer. That
is, the degenerate band-edge states correspond to two
Ti layers, respectively, demonstrating a valley-layer cou-
pling in 3×3 TiSiCO supercell, which is consistent with
previous results of the unit cell of TiSiCO [14].

After the cobalt adsorption, the valley structure is well
preserved in the energy range from −0.4 eV to +0.4 eV,
without introducing any additional bands, as shown in
Fig. 2(b). However, in the valley structure of the cobalt
adsorbed TiSiCO monolayer, the valley degeneracy is
lifted. The induced valley splittings have magnitudes of
−190 meV and +134 meV for the valence and conduc-
tion bands, respectively, where the positive/negative sign
denotes a higher energy level at X/X′ valley. As a result,
the global valence band maximum (VBM) and conduc-
tion band minimum (CBM) are both located at X′ valley,
with a direct band gap of 0.11 eV. Moreover, it is seen
that the spin degeneracy of each band is also lifted, by
the spin projection. Among all the low-energy bands, the
spin splittings are larger for the valence band at X valley
and the conduction band at X′ valley, with magnitudes of
+85 meV and +148 meV, respectively. Here, the positive
sign means the spin-up state has higher energy compared
with its spin-down counterpart. The spin splittings of the
other valence and conduction band states are also given
in Table I. Because of these spin splittings, the local VBM
and CBM at X valley are both spin-up, and those at X′

valley are both spin-down, exhibiting a spin-valley cou-

TABLE I. The most stable configuration of the cobalt ad-
sorbed TiSiCO monolayer and corresponding physical pa-
rameters. The vertical height from the adatom to the top
oxygen layer (h), the bond length between the adatom and
the nearest-neighbor oxygen atom (d), the adsorption energy
(Eads), the total magnetic moment in a supercell (µtot), and
the magnetic moment of the adatom (µTM) are listed in the
second row, respectively. Valley and spin splittings in the
electronic band structure are given in the fourth row, where
the splitting energies are in units of meV.

Site
h

(Å)
d

(Å)
Eads

(eV)
µtot

(µB)
µTM

(µB)

H′ 1.19 1.91 −1.72 0.95 1.21

∆v
val ∆c

val ∆v,+
spin ∆c,+

spin ∆v,−
spin ∆c,−

spin

−190 134 85 −4 −12 148

pling arising from the magnetic adatoms. Besides, if we
only focus on the global VBM and CBM, the same spin
at the two band edges indicates that the cobalt adsorbed
TiSiCO monolayer is a half-semiconductor [29, 30].

To further elucidate the splittings of the valley and spin
degeneracies in the band structure of the cobalt adsorbed
TiSiCO monolayer, we analyze the atom projections of
the band structure and the Bader charge transfer. Sim-
ilar to the pristine monolayer, the atom-projected band
edge states of the adsorption system in Fig. 2(c) also ex-
hibit the valley-layer coupling, i.e. two valleys are mainly
contributed by different Ti atomic layers, for both the
valence and conduction bands. Besides, the band-edge
states with large spin splittings have also small orbital
contributions from the adatom. Electronic states mainly
composed of the cobalt atom are located in the energy
range below −1. 2eV. On the other hand, the Bader
charge analysis demonstrates that 0.44 electron is trans-
ferred from the cobalt atom to the TiSiCO monolayer.
The charge transfer induces a built-in electric field point-
ing from the positively charged adatom to the negatively
charged monolayer. Under the action of the electric field,
the electrons in the top Ti layer feel a smaller electric po-
tential energy than those in the bottom Ti layer. Consid-
ering the additional electric potential energy, the VBM
at X valley, contributed by the top Ti layer, apparently
becomes lower than the one at X′ valley, contributed by
the bottom Ti layer. In a similar manner, the CBM at
X′ valley has smaller electronic energy than the one at X
valley. The above relative band shifts lead to valley split-
tings. Meanwhile, the magnetic moment from the cobalt
atom results in the spin splitting of the band-edge states.
Since the top Ti layer is closer to the cobalt atom than
the bottom Ti layer, the cobalt orbitals are more involved
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FIG. 2. Band structures of the TiSiCO monolayer before
and after the cobalt adsorption. (a) The atom-projected band
structure of the pristine TiSiCO monolayer. (b) Spin-resolved
and (c) atom-projected band structures after the cobalt ad-
sorption. The orange and black circles in (a) and (c) are used
to indicate the atom-projected weights on the top and bottom
Ti layers, respectively, while the newly introduced grey trian-
gles in (c) correspond to the weight on the adsorbed cobalt.
The inset of (a) shows the Brillouin zone of the square lattice
and its highly-symmetric points. In (b), red and blue lines
represent spin-up and spin-down states, respectively. The
Fermi level is set to 0 eV.
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in the band-edge states contributed by the top Ti layer
and bring these states larger spin splittings. In a word,
the magnetic adatom introduces both the effective elec-
tric field and the magnetic proximity effect, giving rise
to the valley and spin splittings in the band structure.

C. The effect from the external electric field

Given that the cobalt adsorption plays the roles of ef-
fective fields, it is possible for an external vertical electric
field to further tune the valley and spin splittings. We
thus study the effect of the vertical electric field on the
band-edge states. Fig. 3(a) shows the evolutions of the
valley splittings as functions of the electric field. Herein,
an electric field along the +z axis is set to positive. It
is found that when sweeping the strength of the electric
field from 0 V/Å to +0.2 V/Å, the negative splitting of
the valence band constantly increases, while the positive
splitting of the conduction band decreases. That is, the
absolute values of the valley splittings for both bands
are continually reduced. In contrast, the absolute val-
ues keep on increasing when the electric field is swept
from 0 V/Å to −0.2 V/Å. To be specific, an electric
field of +0.2 V/Å(−0.2 V/Å) changes the valley split-
tings by +66 meV (−34 meV) and −84 meV (+46 meV)
for the valence and conduction bands, respectively, com-
pared with the case without the electric field. Therefore,
the electric field is indeed an effective way to further mod-
ulate the valley splitting in the cobalt adsorbed TiSiCO
monolayer.
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FIG. 3. The evolutions of the valley and spin splittings as
functions of an applied vertical electric field. (a) The valley
splittings of the valence and conduction bands. (b) The spin
splittings of both bands at both valleys.

The change of the valley splittings is attributed to
the combined roles of the built-in electric field from the
charge transfer and the applied electric field. When the
upward external electric field is opposite to the built-
in one, the cancellation of the roles from two electric
fields leads to decreases in the sizes of the valley split-
tings for both the valence and conduction bands. When
the downward external electric field has the same di-
rection with the built-in one, the external electric field

helps strengthen the magnitudes of the valley splittings
for both bands.

On the other hand, Fig. 3(b) shows the changes of
the spin splittings of the valence and conduction bands
at two valleys with the applied electric field. Different
band-edge states exhibit distinct change trends of the
spin splittings. Besides, for all band-edge states, the
changes of the spin splittings have values of less than 10
meV within the strength range of the electric field consid-
ered here, and correspondingly the changes are smaller
compared with the case of the valley splittings.

D. Valley optical transition

Given the valley and spin splittings in the electronic
band structure of the cobalt adsorbed TiSiCO mono-
layer, subsequent optical consequences become com-
pelling. The above band degeneracy liftings result in the
energy splittings of optical transitions between band-edge
states. Assuming the spin flip is forbidden, there are four
possible direct optical transitions, which, together with
corresponding transition energies, are shown in Fig. 4(a).
These direct optical transitions can be selectively excited
by tuning optical frequency, regardless of the optical po-
larization. That is, the linearly polarized, circularly po-
larized, and unpolarized lights can all be adopted as long
as the optical frequency is appropriate. In contrast, for
the pristine TiSiCO monolayer, only linearly polarized
light can be used to selectively excite two degenerate val-
leys.

X X'

(a) (b) Transition energy increases

1 2 3 4

+ +

+ +
438 meV

3 4

115 meV
275 meV

1 2

528 meV

FIG. 4. Valley optical transitions and associated interlayer
excitons in the cobalt adsorbed TiSiCO monolayer. (a) Four
possible direct optical transitions without considering the spin
flip. The solid and dashed lines stand for the band-edge states
contributed by the top and bottom Ti layers, respectively.
Spin-up and spin-down states are denoted in red and blue,
respectively. The numbers 1-4, along with corresponding op-
tical transition energies nearby, distinguish different optical
transitions between these band-edge states. (b) Interlayer ex-
citons generated by the optical transitions in (a). Electrons
and holes at X valley are represented by orange circles with
− and + symbols, respectively. The counterparts in X′ valley
are represented by black circles. The up and down arrows
on the circles stand for the up and down spins, respectively.
These electrons and holes are localized on the top or bottom
Ti layer.
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As a result of the optical transitions, four kinds of exci-
tons can be selectively created with distinct combinations
of the spins and electric polarizations in the cobalt ad-
sorbed TiSiCO monolayer, as shown in Fig. 4(b). Each
kind of exciton is formed by a pair of electron and hole
with opposite spins. Further taking into account the spa-
tial distributions of band-edge states, the excitons are
interlayer ones, with the electrons and holes lying in dif-
ferent Ti atomic layers, giving rise to an electric polar-
ization along the +z or −z direction. Taking the spin-
down valence and conduction bands at X′ valley for an
example, spin-down electrons and spin-up holes are ex-
cited under an optical field of 115 meV to produce the
interlayer excitons labeled by 1 in Fig. 4(b). This kind
of excitons, with holes/electrons being distributed at the
top/bottom Ti layer, exhibits an electric dipole pointing
upwards. Similarly, the other interlayer excitons labeled
by 2-4, with opposite spin or/and opposite electric polar-
ization, can also be readily available by applying optical
fields of appropriate energies.

TABLE II. Physical properties of iron and nickel adsorbed
TiSiCO monolayers. The properties include the most sta-
ble adsorption site, structural parameters, adsorption energy,
magnetic moments, valley splittings, and spin splittings. The
meaning of every item can be found in the caption of Table
I. The splitting energies are given in units of meV.

Site
h

(Å)
d

(Å)
Eads

(eV)
µtot

(µB)
µTM

(µB)

Fe H 1.51 2.08 −1.50 3.42 3.35
Ni H′ 1.25 1.94 −1.73 0.00 0.00

∆v
val ∆c

val ∆v,+
spin ∆c,+

spin ∆v,−
spin ∆c,−

spin

Fe −66 −6 −126 8 0 27
Ni −183 84 0 0 0 0

E. Electronic properties of iron and nickel
adsorptions

In addition to the cobalt adsorption, we also calcu-
lated the iron and nickel adsorbed TiSiCO monolayers.
The structural parameters and magnetic properties of
these adsorptions are listed in Table II. The most sta-
ble adsorption sites are the H site for the iron atom and
the H′ site for the nickel atom. The chemical bonds are
also formed between the adsorbed atom and the nearest-
neighboring oxygen atoms, which are characterized by
a large adsorption energy of −1.50 eV (−1.73 eV) and
short bond lengths of 2.08Å (1.94 Å) for the iron (nickel)
adsorption. Owing to the chemical bonding, the nearest-

neighboring oxygen atoms are shifted upwards by 0.09Å
for both the iron and nickel adsorptions, compared to the
other oxygen atoms. Moreover, while the magnetic mo-
ment of the adsorbed iron is 3.42 µB, the nickel atom has
not produced any magnetic moment in the adsorption
system.

The iron and nickel adsorptions also lead to the modi-
fication of the band structures. The corresponding band
structures are given in S.I., and the values of the val-
ley and spin splittings are also listed in Table II. Similar
to the cobalt adsorption, the iron adsorption produces
both valley and spin splittings. The valley splitting of
the valence band is considerable, with a value of −66
meV. Larger spin splittings are also realized in the band-
edge states contributed by the top Ti layer. On the other
hand, the nickel adsorption exhibits sizable valley split-
tings, with values of −183 meV and 84 meV for the va-
lence and conduction bands, respectively. However, there
is no spin splitting due to the vanishing magnetic moment
of the adsorbed nickel.

IV. CONCLUSION

In summary, we investigated the effects of transition-
metal atom adsorption on the electronic structures of the
TiSiCO monolayer. The transition-metal atoms include
iron, cobalt, and nickel. Their adsorptions lead to valley
splittings, due to the proximity-induced effective electric
field and the valley-layer coupling of the TiSiCO mono-
layer. In particular, the iron and cobalt adsorptions also
induce magnetic moments and associated effective Zee-
man field, giving rise to spin splittings of the band-edge
states. Moreover, it is found that the valley and spin
splittings can be further tuned by an applied vertical
electric field. The modified electronic structures after the
atomic adsorptions enable the selective excitations of in-
terlayer excitons with various combinations of spins and
electric polarizations, by tuning the frequency of the op-
tical field. These findings demonstrate an intriguing in-
terplay of the spin, valley, and layer degrees of freedom in
the transition-metal atom adsorbed TiSiCO monolayer,
and provide an avenue for exploring advanced valleytron-
ics and spintronics devices.
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